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NOTE: This gui de specification covers the
requirenents for recycled cold-nix asphalt concrete.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itenms, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Commrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of

techni cal proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS shoul d be subnmitted as
a Criteria Change Request (CCR

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

PART 1 GENERAL

1.1 UNIT PRI CE

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: This paragraph will be deleted if the work is
i ncluded in one |lunp-sum contract price for the
entire work covered by the invitation for bids.

Thi s paragraph nmay be revised to conbine the paynent
for cold-mix recycled nmixture, rejuvenator (if
needed), and enul sified asphalt cenent, when
separate paynent for enulsified asphalt cenent
material is not considered warranted based on | oca
experience and job conditions. Lunp-sumcontracts
can be used when the total job does not exceed

16, 800 square neters (20,000 square yards) or 1000
metric tons (tons).

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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1.1.1 Measur ement

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEEREEEREEEEEEREEEEEEEEEEEEEEREEEEEEREEEEEESE]

NOTE: \Where inplace mxing is used, neasurenent
will be in square neters (yards) of accepted work

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

Cold-m x recycling paid for will be the nunmber of [netric tons tons] [square
neters yards] used in the accepted work. Aggregates will be paid for by

the nunber of [netric tons tons] [square neters yards] used in the accepted

work. The recycling agent will be paid for by the nunber of [liters gallons

] [netric 2000-pound tons] of material used in accepted work. The

enmul sified asphalt cement will be paid for by the nunber of [liters gallons

] [metric 2000-pound tons] of material used in accepted work. Determ ne

the nunber of liters gallons of enulsified asphalt cenent used either by
neasuring the material at a tenperature of 15.6 degrees C 60 degrees F or

by correcting the amount neasured at another tenperature to liters gallons

at 15.6 degrees C 60 degrees F, using a coefficient of expansion of 0.00045
per degree C 0.00025 per degree F for the emul sified asphalt.

1.1.2 Paynment

The quantities of recycled paving mxture, aggregates, recycling agent, and
emul sified asphalt cenment, determ ned as provi ded above, will be paid for
at respective contract unit prices per [nmetric ton ton] [square neter yard]
for paving mixture and aggregates and per [liter gallon] [netric ton ton]
for recycling agent and enul sified asphalt cenent. |[|f deficiencies in the
finished product exceed specified tolerances, no paynent will be nmade for
such areas of pavenent until the defective areas are corrected and accepted
by the Contracting Oficer.

1.2 REFERENCES

EE R R R S I R R R I O I R R R R I O S R R I R R R R R R R R O

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
this paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

EE R R R S I R I R I R I R S R R R R O S R R I R R R R R S R R R O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.
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ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM | NTERNATI ONAL (ASTM

117

131

136

29/ C 29M

88

140/ D 140M

1556

2041

2172

2216

2397

242/ D 242M

422

4643

4791

4944

4959

(2004) Standard Test Method for Materials
Fi ner than 75-um (No. 200) Sieve in
M neral Aggregates by Washi ng

(2006) St andard Test Method for Resistance
to Degradation of Snall-Size Coarse
Aggregate by Abrasion and I npact in the
Los Angel es Machi ne

(2006) Standard Test Method for Sieve
Anal ysis of Fine and Coarse Aggregates

(2007) Standard Test Method for Bul k
Density ("Unit Weight") and Voids in
Aggregat e

(2005) Standard Test Method for Soundness
of Aggregates by Use of Sodium Sul fate or
Magnesi um Sul fat e

(2009) Sanpling Bitum nous Materials

(2007) Density and Unit Wight of Soil in
Pl ace by the Sand- Cone Met hod

(2003a) Theoretical Maximum Specific
Gravity and Density of Bitum nous Paving
M xt ures

(2005) Quantitative Extraction of Bitunen
from Bitum nous Paving M xtures

(2005) Laboratory Deternination of Water
(Moi sture) Content of Soil and Rock by Mass

(2005) Standard Specification for Cationic
Emul si fied Asphalt

(2009) Mneral Filler for Bitum nous
Pavi ng M xtures

(1963; R 2007) Particle-Size Analysis of
Soils

(2008) Determ nation of Water (Misture)
Content of Soil by the M crowave Oven
Met hod

(2005e1) Flat Particles, Elongated
Particles, or Flat and El ongated Particles
i n Coarse Aggregate

(2004) Field Determination of Water
(Moi sture) Content of Soil by the Cal ci um
Car bi de Gas Pressure Tester Method

(2007) Determ nation of Water (Misture)

SECTION 32 01 17 Page 5



Content of Soil by Direct Heating

ASTM D 6307 (2005) Asphalt Content of Hot M x Asphalt
by Ignition Method

ASTM D 6938 (2007a) Standard Test Method for In-Place
Density and Water Content of Soil and
Soi | - Aggregat e by Nucl ear Met hods (Shal | ow
Dept h)

ASTM D 75/ D 75M (2009) Standard Practice for Sanpling
Aggr egat es

ASTM D 977 (2005) Emul sified Asphalt
U S. ARMY CORPS OF ENG NEERS ( USACE)

CCE CRD-C 649 (1995) Standard Test Method for Unit
Wi ght, Marshall Stability, and Fl ow of
Bi t um nous M xtures

CCE CRD-C 650 (1995) Standard Test Method for Density
and Percent Voids of Conpacted Bitum nous
Pavi ng M xtures

.3 SYSTEM DESCRI PTI ON
.3.1 Cener al

Allow the Contracting Oficer access, at any tine, to all equipnent used to
produce the cold-recycled mxture; this can involve checking the adequacy
of the equi pnment used, inspecting the operation of the equipnment, and
verifying weights, nmixture proportions, and the character and physica
properties of the materials used for construction. Plant, nachines, tools,
and ni scel | aneous equi pnent to be used on the production and pl acenent of
the cold recycled mxture shall be approved by the Contracting Oficer.
Tentative approval of specific itens will be nade only after adequacy of
the plant, machines, tools, and niscellaneous equi pment has been
demonstrated in full-scale production.

. 3.2 Central Plant M xing

EE R R R I R S I R R I I O R R R R O S R R R R R R I I O R R I

NOTE: This paragraph and paragraph In-Place M xing
should be left in only when it is desired to give
the Contractor a choice between central plant mx
and i n-pl ace nethods.

EE R R R S I R R I R R R S R R R R R S R R I R I R R R R R R R R

Provide a m xing plant designed, coordi nated, operated to produce m xture
within the JM-, and capabl e of producing recycled mxture at a mnimumrate
of [136] [__ ] My [150] [ ] tons per hour. The plant shall be

equi pped with positive neans to control the anmpbunt of asphalt, water, and
time of m xing.

.3.3 I n-Place M xing

Equi pnent used for in-place mxing construction shall be designed,
coordi nated, and naintained to produce mxture within the JM-. The m xing
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equi prent used shall be equi pped with positive nmeans to control the anount
of asphalt and water added and shall be capabl e of produci ng a honogeneous
m xt ure.

1.3.4 Strai ght edge

Furni sh and maintain at the site, in good condition, one 3.66 neter 12 foot
strai ght edge for each nechani cal spreader. Make straightedges avail abl e
for Covernment use. Straightedges shall be constructed of al um num or
other lightweight netal with bl ades of box or box-girder cross section,
with flat bottomreinforced to insure rigidity and accuracy. Straightedges
shal | have handles to facilitate novenment on pavenent.

1.4 SUBM TTALS

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEEEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnittals
required for the project. Submittals should be kept
to the mninumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
subnmittals are already marked with a “G'. Only
delete an existing “G if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags may be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Management System (RMB) are: "AE" for
Architect-Engineer; "DO for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R R R S I R R I R R R S R R R R R S R R I R I R R R R R R R R

Covernment approval is required for submittals with a "G designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submttal for the
CGovernment.] Submt the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:

SD- 03 Product Data

Aggr egat es
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1

1

Asphal t Cenent
Recycl i ng Agent

Notification on sources from which aggregates, enulsified
asphalt cenment (bituninous materials), and recycling agent are to
be obtained within 15 days after contract award.

Job-M x Fornmula (JMF)[; CGI[; G [

The Job-M x Fornmula (JMF) after the award of the contract and at
| east [30] | ] days prior to placenent of recycled mxture.

SD- 04 Sanpl es
Sanpl es

Sanpl es fromthe existing pavenent obtained fromat |east two
| ocations to provide representative sanples of the pavenent.

Col d Recycl ed M xtures

A 50 kg 100 I b sanpl e of each aggregate, a 100 kg 200 Ib
representative sanple of the recyclabl e asphalt pavenent, a 20 L 5
gal l on sanple of recycling agent, and a 20 L 5 gallon sanple of
enul sified asphalt cenment for m x design, not |ess than [30]
[ ] days before material is required in the work.

SD-06 Test Reports
Testi ng

Copies of test results within 24 hours of conpletion of tests.
Copi es of test reports for aggregate source, not |ess than [30]
_____ ] days before the material is required in the work.
Certified copies of the enulsified asphalt cement and/or recycling
agent manufacturer's test reports indicating conpliance with
appl i cabl e specified requirenments, not |less than [30] [
before material is required in the work.

5 QUALI TY ASSURANCE
5.1 Sanpling and Testing

Perform sanpling and testing by using a conmercial testing |aboratory or
Contractor facilities, upon approval by the Contracting Officer. No work
requiring testing will be permtted until the testing facilities have been
i nspected and approved. The first inspection will be at the expense of the
CGovernment. Cost incurred by the Government for any subsequent inspection
required because of failure of the facilities to pass the first inspection
will be charged to the Contractor

.5.2 Sanpl es

Take recycl abl e asphalt pavenment and aggregate sanples for |aboratory tests
in accordance with ASTM D 75/ D 75N. Take sanples of the emul sified asphalt
cement (bitum nous material) in accordance with ASTM D 140/ D 140M.
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1.5.3 Sanpling and Testing During Construction

Performquality control sanpling and testing as required in paragraph
ACCEPTABI LI TY OF WORK

1.6 ENVI RONMVENTAL REQUI REMENTS

A recycled col d-m x course shall not be constructed in rain or on a | ayer

whi ch contains free water either within the layer or on its surface.

Construct recycled cold-m x courses only when the atnobspheric tenperature is
10 degrees C 50 degrees F or above.

PART 2 PRODUCTS

2.1 RECYCLABLE ASPHALT PAVEMENT ( RAP)

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: Cold-mix recycling could include the use of
existing RAP material stockpiles. |If this condition
exists, the desired material properties must be

i ncluded bel ow. The gradation of the existing
stockpile will need to be determ ned.

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

Provi de RAP consisting of material obtained fromcold mlling or from
renoval and crushing of the existing asphalt concrete pavenent. The

maxi mum particle size of the RAP material shall never exceed half the

thi ckness of the conpacted recycled pavenent. Wen lifts of 75 mm 3 inches
or nore are used, the naximumparticle size of the RAP material shall not
exceed a nmaxi mumof 38 mm 1-1/2 inch and a mni mum of 90 percent of the RAP
shall pass a 25 m 1 inch sieve.

2.2 AGCREGATES

EE R R R S I R R R I O I R R R R I O S R R I R R R R R R R R O

NOTE: Delete this paragraph when new or additiona
aggregates are not required as part of the recycling
project. Wen required, new aggregates may be added
to produce an aggregate gradation that neets the
desired end product. G adations for base course,
stabilized base course or asphalt concrete

i nternedi ate course materials should be specified in
Table | below. The choice of which gradation to
speci fy should be based on the type, quality, and
uniformty of the RAP material available for use.

The gradation nay require only that a maxi num
aggregate particle size not be exceeded or it nay be
nore detailed, requiring further processing or
adjustnment with new aggregates to neet the desired
gradation. The tolerances applied to this gradation
shoul d foll ow standard tol erances given for
aggregates or asphalt aggregate m xtures when used
in simlar situations. Wen the recycled nmixture is
intended to be used as an internedi ate or binder
course, the gradation tol erances should foll ow those
given in UFC 3-250-03, Table "Aggregate G adations
for Bitum nous Concrete Pavenents," for |ow pressure
tires. Wien the recycled mxture is to be used as a
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base course, an exact JMF aggregate gradation is not
normal Iy given and therefore tol erances are not
required. The only requirenent is that the
gradation nmust stay within the gradation range
speci fi ed.

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

Provi de aggregates consisting of crushed stone, crushed gravel, crushed

sl ag, screening, sand, and mneral filler, as required. The portion of
materials retained on the 4.75 mr No. 4 sieve will be known as coarse
aggregate, the portion passing the 4.75 mr No. 4 sieve and retained on the
0.075 mr No. 200 sieve will be known as fine aggregate, and the portion
passing the 0.075 mr No. 200 sieve will be known as nmineral filler. The
combi ned recycl ed aggregate gradation shall conformto the gradation
specified in TABLE I. TABLE | is based on aggregates of uniformspecific
gravity; the percentage passing various sieves nmay be changed by the
Contracting O ficer when aggregates of varying specific gravities are
used. Adjustnents of percentage passing various sieves nmay be changed by
the Contracting O ficer when the specific gravity of the aggregates varies
by nore than 0. 2.

TABLE |. COVBI NED RECYCLED AGGREGATE GRADATI ON

Si eve Size Per cent Passi ng

2.2.1 Coar se Aggregate

EE R R R I R R R I I O R R R Ok S R R I R I R I O R I O

NOTE: The val ues of percentage of loss will be
based on know edge of aggregates in the area which
have been previously approved or that have a
satisfactory service record in bitum nous pavenent
construction for at |east 5 years.

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

Coarse aggregate consisting of clean, sound, durable particles neeting the
foll owi ng requirenents.

a. Percentage of |o0ss not exceeding 40 after 500 revol utions, as
determ ned in accordance with ASTM C 131

b. Percentage of |oss not exceeding | ] after five cycles
perfornmed in accordance with ASTM C 88, using magnesi um sul fate.

c. Dry weight of crushed slag not |ess than 1200 kg/cubic n 75 pcf, as
determ ned in accordance with ASTM C 29/ C 29N

d. Crushed gravel retained on the 4.75 mr No. 4 sieve and each coarser
sieve containing at | east 75 percent by weight of crushed pieces having
one or nore fractured faces with the area of each face equal to at

| east 75 percent of the smallest mdsectional area of the piece. Wen
two fractures are contiguous, the angl e between planes of fractures
shall be at |east 30 degrees to count as two fractured faces.

e. Essentially cubical particle shape of crushed aggregates. The
guantity of flat and el ongated particles in any sieve size shall not
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exceed 20 percent by weight, when determined in accordance with
ASTM D 4791.

2.2.2 Fi ne Aggregate

Provi de fine aggregate consisting of clean, sound, durable particles

i ncludi ng natural sand or crushed stone, slag, or gravel that neets
requirenents for wear and soundness specified for coarse aggregate. Fine
aggregat e produced by crushing gravel shall have at |east 90 percent by
wei ght of crushed particles having two or nore fractured faces in the
portion retained on the 0.600 mr No. 30 sieve. This requirenment shal
apply to the material before blending with natural sand, when blending is
necessary. Quantity of natural sand to be added to the wearing and

i ntermedi ate course m xtures shall not exceed 25 percent by wei ght of
coarse and fine aggregate and nmaterial passing the 0.075 mr No. 200 sieve.
Provide natural sand that is clean and free fromclay and organic matter.
Percentage of |oss shall not exceed [ ] after five cycles of the
soundness test performed in accordance with ASTM C 88, using nagnesi um
sul f ate.

2.2.3 M neral Filler

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

NOTE: The tabul ated gradation requirenents will be
used to elimnate undesirable one-size material s.

Rk Rk kIR Rk S S O e S S S AR Rk R O R Rk Ik kS I O R SRR o

Mneral filler shall conformto ASTM D 242/ D 242N. Determine grain size in
accordance with ASTM D 422. Use the tabul ated gradation requirenents in
areas where dune sand or one-size material nay be used as mineral filler,
unl ess otherw se directed.

Particle Size (nm Percent Fi ner
0. 05 70-100
0.02 35-65
0. 005 10- 22

2.3 ASPHALT CEMENT

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: The material being recycled nmay contain
sufficient asphalt binder to neet the specification
requirenents. In this case, only water will be
added as a lubricant to i nprove conpaction. G ade
SS-1 or CSS-1 should be specified in noderate or
cold climates. G ade SS-1h or CSS-1h should be
specified in hotter climtes such as the southern or
sout hwestern areas of the United States. Medium
set, high float, or other types of emulsions may be
used with open graded m xtures or in instances where
previ ous experience with these types of enulsions
has provi ded good results.

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

Asphalt cement, if required, shall be an enulsified asphalt, Gade [__ ]
conformng to [ ASTM D 977] [ASTM D 2397].
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2.4 WATER

CGeneral ly, any potable water will be acceptable. Prior to construction,
mx a sanple of the water intended for use on the job with a sanple of the
emul sion at the ratio to be used in the project. |If any adverse effect is

observed on the enul sion, use a new source of water.

2.5 RECYCLI NG AGENT

IR R R R E R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREREEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Depending on the naterial properties of the
exi sting asphalt cenent binder and the type and

net hod of recycling used, an appropriate type of
recycling agent (rejuvenator) will be selected. An
enmul sified rejuvenator which is widely used is
reclanmite (Gol den Bear Division of WTCO Chem ca
Co., Los Angeles, CA). Non-emulsified recycling
agents shoul d be specified according to ASTM D
4552. The type of rejuvenator specified nmust match
the recycling process used. The recycling agent

sel ected shoul d be capabl e of decreasing the
viscosity of the recycled asphalt cenent to levels
that approach the viscosity val ues of asphalt cenent
in new asphalt concrete pavenents for that area or
region. Delete this paragraph if a recycling agent

is not required.
EE IR I Sk S S I S S I O R R R Rk I I S Sk S Ik I Sk I S R R R Rk S S I kS kI S O R I

The recycling agent shall be | ] or an approved equal .

2.6 JOB-M X FORMULA (JMF)

Rk Ik kR IR R R I kO S S R Rk Rk S Rk Ik kS b O I R I R

NOTE: The mix design prinmarily establishes the
anount of asphalt binder and recycling agent (if
used) to be added to the mixture, and then
establishes the anmount of water to insure optinum
conmpaction conditions. The asphalt content (this

i ncludes the recycling agent, if used) is determn ned
based on hot conpacted sanpl es because this produces
the density that will ultimately be obtained in the
field. Ideally, the water content should be

sel ected based on sanpl es conpacted at the nixture
tenperature (anbient air tenperature) which will be
encountered during construction. This paragraph
shoul d be edited where a choice is given between
using 50 blows for roads or 75 blows for airfields
and heavy duty roads.

Prior to bidding the contract, the designer may want
to sanple and obtain the material properties of the
asphalt and aggregates in the existing pavenent.
This information is required to allow the

devel opnent of a JMF and to allow for estinates of
enul sified asphalt cenment and/or recycling agent
type and quantities required. The need for new
aggregates to neet JMF requirenents may al so be
determ ned. For |unp sum bidding, a reasonable
estinmate of required quantities of materials will be
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needed.

Rk bk kR IR R R Ik O O S S R AR Rk R R Rk O o O R Rk O R R R b I Rk o

Furnish the JMF for the recycled mxture to the Contracting O ficer for
acceptance. The Contracting Oficer will verify this JMF through sanples
of materials submitted by the Contractor. No paynent will be nade for cold
recycled mxtures produced prior to the conpletion and acceptance of the
JMF.  The formula will indicate the gradation of the aggregate and a
definite percentage of water [,recycling agent] and asphalt to be added to
the m xture.

2.6.1 Gradati on Tol erances

Rk Ik kR IR R R Sk O e S R R AR R Rk Rk O o O Rk S I O O R o A

NOTE: Elimnate the corresponding material size and
tol erance values to agree with sieve sizes specified
in Table 1. Elinmnate these conpletely if no new
aggregate is added and no specific JM-F gradation is
devel oped.

Rk Ik Sk kR IR R R Ik O R R Rk Rk S R R R O O kS I O I S

The tol erances all owed on the gradation are as foll ows:

Tol erance,
Mat eri al Pl us or M nus
Aggregate passing the 4.75 mmor |arger sieve 4 percent
Aggregate passing the 2.36, 1.18, 0.6, and 0.3 mm si eves 3 percent
Aggr egat e passing the 0.15 and 0.074 nm si eves 1 percent
Tol er ance,
Mat eri al Pl us or M nus
Aggregat e passing the No. 4 or larger sieve 4 percent
Aggr egate passing the Nos. 8, 16, 30, and 50 sieves 3 percent
Aggregat e passing the Nos. 100 and 200 sieves 1 percent

2.6.2 Asphal t Cont ent

The JMF will be allowed an asphalt content tolerance of 0.3 percent. The
asphalt content may be adjusted by the Contracting Oficer to inprove
paving m xture, w thout adjustnent in contract unit price. Select the
opti mum asphalt content to provide the tabul ated properties when sanpl es
are conpacted at 120 degrees C 250 degrees F with [50] [75] bl ows of
standard Marshall hamrer on each side of the specinmen, according to

CCE CRD-C 649 and COE CRD- C 650.

Requi r enent Requi r enent

Property (75 bl ows) (50 bl ows)
Stability, mninmm Newtons 8000 2200
Fl ow, maxi num 25/ 100-mm 16 20
Voids in total mx, percent 3-5 3-5
Voids filled with bitunmen, percent 70- 80 75- 85
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Requi r enent Requi r enent

Property (75 bl ows) (50 bl ows)
Stability, mninmm pounds 1800 500
Fl ow, maxi mum 1/100-inch units 16 20
Voids in total mx, percent 3-5 3-5
Voids filled with bitunmen, percent 70- 80 5-85

2.6.3 Wat er Cont ent

Sel ect the water content to provide maxi mumdry density when sanmples are
prepared at the optinum asphalt content and conpacted with [50] [75] bl ows
of Marshall hamrer at anbient tenperature. Wen no asphalt binder is added
to the mxture, select the water content to provide maxi mumdry density.
Prepare sanples with water contents, in 0.5 percent intervals, fromO to

2.5 percent (water content may be increased to achi eve maxi num density).
After conpaction, place the samples in an oven at 60 degrees C 140 degrees F
for 96 hours. After cooling to anbient tenperature, deternmine the dry
density according to COE CRD C 650.

PART 3 EXECUTI ON
3.1 CONDI TI ON OF EXI STI NG SURFACE

Correct areas in the existing pavenent that provide indications of
underlying structural deficiencies (alligator cracking or depressions)
prior to the conpletion of the recycling process.

3.2 CONSTRUCTI ON METHODS

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Depending on the type of recycling desired
the foll owi ng paragraphs should be edited to renove
t he undesired nethod. The following can remain in
its entirety when the type of construction used is
to be a Contractor's option.

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

The RAP material, prior to mxing, shall nmeet the requirenents given in
par agr aph RECYCLABLE ASPHALT PAVEMENT.

3.2.1 Central Plant M xing

I ntroduce the required anpbunt of bitum nous material for each batch, or

cal i brated anmount of continuous mxing, into the mxer to neet the
requirements of the JMF. The nixing process shall provide a uniform

di spersion of the enulsified asphalt and water to achieve a thorough
coating (visually) of all aggregate particles. |If this process requires
excessive mxing, resulting in premature breaking of the emulsified
asphalt, shorten the mxing tines as directed by the Contracting O ficer.
As a mnimum when the recycled nmixture contains fine particles passing the
4.75 mm No. 4 sieve, the mxing process shall provide a thorough coating
of these particles.
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3.

2.2 Test Section

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: Use of a test section is recommended for all
recycled m xtures, especially for central -plant mx
recycling. The follow ng paragraph is witten for
pl acing central -plant mix with a paver and nust be

edi ted when anot her type of recycling is used.
EE IR I Sk S S I S S S R R R Rk I S Sk S I I R S Ik S S I S R Sk I O

Prior to the start of the recycling project, prepare a sufficient quantity
of mxture to construct a test section at |least 15 neters 50 feet |long, two
spreader wi dths wi de and of thickness to be used in the project. Place,
spread, and roll the mxture with the equi pnent to be used in the project
and in accordance with requirenents specified above. This test section
will be tested and evaluated as a |lot conforming to all specification
requirenents. |f approved by the Contracting Officer, the test section may
be located in one of the less critical areas of the project pavenent
construction. Oherwise, it will be |ocated outside the project paving.

If tests results are satisfactory, the test section will remain inplace as
part of the conpleted pavenment if constructed in the project pavenent
area. |If tests indicate that the pavenment does not conformto

specification requirenments, renove the test section and the materia

di sposed of offsite. Make necessary adjustnents to the plant operations
and rolling procedures i mediately, and construct another test section, al
at no additional cost to the Government. Oher additional test sections,
as necessary and as directed, shall be constructed and will be sanmpled and
tested for conformance with specification requirenents. |In no case start
full production with the recycled m xture wi thout approval of the
Contracting O ficer.

. 2.3 I n- Pl ace- M xi ng

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: In-place recycling can be divided into either
partial- or full-depth recycling. Partial-depth
recycling involves only a portion of the asphalt
bound | ayers and nornmally involves recycling to a
depth of 50 to 100 nm (2 to 4 in.). Full-depth
recycling involves all asphalt bound | ayers and
often portions of the underlying base course | ayer

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

Produce a uni form bl end of the RAP, aggregate (when required), asphalt
emul sion, water, and a m xture containing the required anounts of

emul sified asphalt and water as given in the JMF when using the in-place
recycling process.

.3 PLACENMENT

. 3.1 Spr eader s

Provi de spreadi ng equi pnent capabl e of spreading material uniformy; and
conform ng the surface to the grade and snpot hness requirenents when
conmpacted. Unless otherwi se directed, begin spreading along the centerline
of areas paved on a crowned section, or on the high side of areas with a
one-way slope, in the direction of major traffic flow Sprsy contact
surfaces of previously constructed pavenent, curbs, manhol es, and other
structures with a thin coat of bitum nous material conformng to Section
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3.

32 12 10 BI TUM NOUS TACK AND PRI ME COATS. Place the recycled nixture

wi t hout segregation; when segregation occurs during placenment, suspend the
spreadi ng operation until the cause is determ ned and corrected. Wen

pl acing by hand, the m xture shall be dunped, distributed into place, and
spread with lutes in a uniformy | oose |ayer of such thickness to conform
to the required grade and thickness when conpacted. During hand spreading,
carefully place each shovelful of mixture by turning the shovel over in a
manner to prevent segregation. 1In no case shall mxture be placed by
throwi ng or broadcasting.

.3.2 Pl acemrent with a Paver

Pl ace the recycled asphalt mixture with a self-propelled asphalt paver or
simlar equi prment containing a vibrating or tanmping screed. Operate the
paver so that the surface course being laid will be snmooth and conti nuous
wi thout pulling or tearing.

3.3 Layer Thi ckness and Curing

Rk Ik Sk kR IR R R Ik O R R Rk Rk S R R R O O kS I O I S

NOTE: The mini mum | ayer thickness all owed should be
at least twice the size of the maxi num aggregate
particle of the RAP or aggregate. The naximum | ayer
t hi ckness may vary from 100 to 150 nm (4 to 6 in.).
However, a 100 mm (4 in.) layer is reconmended. The
thicker the layer the nore difficult it is to get
density, and the cure period increases. The curing
peri od should range from7 to 14 days, depending on
climatic conditions. The hotter and drier the

weat her, the shorter the curing period. GCenerally,
the cure period should be about 2 days for each 25
mm (1 inch) of lift thickness. The water content of
the recycled m xture should be below 1.5 percent
prior to placing additional |ayers or a wearing
sur f ace.

EE R R R S I R R R I R I O R R R S R I R S R R I R R R R R R R O

Construct each | ayer of compacted mixture at least [__ ] mr inches but no
nmore than [ ] mv inches in thickness. Allow each |ayer of recycled

m xture to cure for [ ] days before placing a succeeding | ayer, unless
a shorter curing period is approved in witing by the Contracting Oficer.

.3.4 W ndr ows

When wi ndrows are used, construct them of such size and shape to all ow
adequate m xing of materials wi thout segregation, ensuring that the
requi red thickness of pavenent can be constructed.

.4 COVPACTI ON OF M XTURE

Conduct conpaction of the mxture to satisfy density, grade, and snoot hness
requirenents. Roll bitumnous mxtures until all roller narks are
elimnated, and a field density of at |east 86 percent of the theoretica
maxi mum density has been obtai ned when tested in accordance with ASTM D 2041

4.1 Operation of Rollers and Tanpers

Provide the sufficient nunber, weight, and type of rollers to obtain the
required density. Begin initial rolling of the recycled mxture as the
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emul sion is starting to break. Were lift thicknesses exceed 75 mr 3 inches,
acconpl i sh breakdown rolling with a large 22.5 to 27 My 25 to 30 ton
pneumatic roller. Use either a pneumatic or a steel-wheel roller to
breakdown roll thinner lifts. Al rollers shall be equipped with watering
devices to prevent nmaterial adhesion; however, excess water will not be
permtted. Vibratory rolling will be allowed to achi eve required density.
Use finish rolling with a steel-wheel roller to renove any existing roller
mar ks.

. 4.2 Correcting Deficient Areas

Renove m xture that beconmes contam nated with foreign material, or is
defective in any way, to the full thickness of the course. Cut the hole
with sides vertical and perpendicular to each other, with one pair parallel
to the direction of traffic. Rolled areas shall not be skin patched to
correct low areas and shall not be planed to correct high areas. Place
fresh paving m xture in holes in sufficient quantity to produce a finished
surface conform ng to grade and snpot hness requirenents. Paving mxture
shal |l be aerated, if necessary, and shall be conpacted to the density
specified herein. Provide conpetent workmen capable of performing all work
incidental to the correction of deficiencies and defects.

.5 JA NTS

Joints shall present the same texture, density, and snoothness as other
sections of the course. Carefully nake joints between old and new
pavenents or between successive days' work to ensure continuous bond
bet ween ol d and new sections of the course.

.5.1 Transverse Joints

Pass the roller over the unprotected end of freshly laid m xture only when
| ayi ng of the course has been discontinued. Cut back the edge of the
previously laid course to expose even, vertical surface for the ful

thi ckness of the course. The fresh mixture shall be raked agai nst the
joints, thoroughly tanped, and then roll ed.

.5.2 Longi tudi nal Joints

Construct longitudinal joints which are uniform and without m xture
segregation. Wen directed by the Contracting O ficer, cut back the

| ongitudinal joint to expose an even, vertical surface for the ful

t hi ckness of the course.

. 6 EDGES OF PAVEMENT

Edges of pavenent shall be straight and true to required lines. After
final rolling, cut off square excess naterial and di spose of as directed.

T TRAFFI CKI NG

Trafficking on newly placed recycled mxtures will not be allowed prior to
conpl etion of conpaction and the curing period.

.8  ACCEPTABILITY OF WORK
.8.1 Testing

Performfield tests in sufficient nunbers to ensure that the specifications
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are being nmet. Testing is the Contractor's responsibility and perforned by
an approved conmercial |aboratory. Performthe followi ng tests at the
appropriate tine, as the mnimum acceptabl e for each type of operation.

3.8.1.1 M xture Properties

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: The nixture should nornally be sanpled and
tested twice a day or for every 4 hours of
production or placenent.

EE R R R S I R R I R I R S R R R R O S R R R I R I R R S R R R R R O

otain a sanple of the recycled mixture for every [ ] hours of

pl acement of the m x. Deternine the asphalt content of the m x according
to ASTM D 2172 or ASTM D 6307. The asphalt content of the recycled
material shall be within the tol erance given in paragraph JOB-M X FORMJULA.
Determ ne the gradation of the extracted aggregate in accordance with
ASTM C 117 and ASTM C 136. The extracted gradation shall neet the JMF and
the correspondi ng tol erances.

3.8.1.2 Density Testing

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

NOTE: The frequency of testing for the maxi num
theoretical density (ASTM D 2041) should be tied to
the frequency of the field nuclear test readings.
Dependi ng on the anticipated construction nethods
used, a nuclear density test should be perforned
about every 500 square neters (yards) of recycled
m xture placed. GCenerally, one ASTM D 2041 test
shoul d be conducted for every 4 nuclear tests and
four ASTM D 2041 tests should be performed for each
full day of production. Consult CEMP-ET on test
met hod to be used for cold-recycled nixture that is
produced without additional bitumnm nous naterial and
fill in the brackets bel ow

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

Conduct field density tests in accordance with ASTM D 6938, ASTM D 1556 or
[ ]. Wen ASTM D 6938 is used, the testing shall be by the direct
transm ssi on nethod. Acconplish the calibration of the nuclear test device
by testing in accordance with ASTM D 1556 as descri bed in paragraph
"Calibration" of ASTM D 6938. Tests perforned in accordance with

ASTM D 6938 result in a wet unit weight of material. Determine the

noi sture content of the recycled mxture by ASTM D 2216, ASTM D 4643,

ASTM D 4944, or ASTM D 4959. The calibration testing shall occur in an
area representative of the entire project in regards to naterials and
conpactive effort. Performa nminimmof three of these tests and at | east
three nucl ear readi ngs shall be taken near each of these areas. Calibrate
each nucl ear device accordingly. Each day the used nucl ear devices shal

be recalibrated in the manner stated above or the sel ected area preserved
and the devices calibrated in the same approxi mate | ocations each day. The
field density shall be expressed as a percentage of the maxi mum theoretica
density in accordance with ASTM D 2041. Furnish all tools, |abor, and
materials for obtaining sanples and refilling sanple locations. Performa
m ni mum of one nuclear field density test for every [__ ] [netric tons
tons] [square neters yards] of mxture placed.
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3.8.1.3 G ade Conf or mance

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: For cold-recycled pavenents used only as a
base course in aircraft traffic areas, such as
airfield runways and taxi ways, intervals between
gr ade- conf or mance and snoot hness tests shoul d not
exceed 8 neters (25 feet).

Rk bk b R IR R R O kO b S O R Rk Rk R ok O S O R R R Ik kS I O I b Rk R

Take neasurenents for deviation fromgrade by running Iines of |evels at
intervals of [ ] meters feet longitudinally and [ ] nmeters feet
transversely to determ ne the elevation of the conpleted pavenent. The
finished and conpl eted surface shall conformw thin 15 mr 0.05 foot to
i nes, grades, cross section, and di nensi ons shown on the draw ngs.

3.8.1. 4 Sur f ace Snoot hness

Take nmeasurenents for deviation fromsurface snoothness with a 3.66 neter

12 foot straightedge. The finished surface of the pavenent shall not
deviate nmore than 10 mm 3/8 inch fromthe testing edge of the straightedge
in the transverse or longitudinal direction. Place the straightedge
parallel to the centerline of each |ane paved at intervals of [ ] nmeters
feet and perpendicular to the centerline at intervals of [__ ] nmeters
feet. Record the locations and deviations fromthe straightedge of all
measurenents. Renove defective areas and replace themw th fresh paving

m xture at no additional cost to the Governnent.

3.8.2 Mat eri al Sanpl es
otain a sanple of all materials used in the recycled m xture under the
supervi sion of the Contracting Oficer. The sanple will be retained by the

Gover nmrent .

-- End of Section --
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