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NOTE: This gui de specification covers the
requirenents for |arge projects containing mass
concrete or nass and structural concrete, and najor
proj ects where the governnent retains the
responsibility for concrete m xture proportioning.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
i nsert appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Comrent s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnitted as
a Citeria Change Request (CCR)
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PART 1 GENERAL

EE R I R R S I R I R R I R R R R R R R R S R R I R R R S R R R R R O

NOTE: The content of this specification is such
t hat gui dance given in EM 1110-2-2000, "Standard

Practice for Concrete" is applicable.
EE IR I Sk S S I S S I O R R R Rk kS kR S Ik S I O R Sk I S O S

1.1 UNI T PRI CES

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

NOTE: |If Section 01 22 00.00 10 MEASUREMENT AND
PAYMENT is included in the project specifications,
this paragraph title (UNNT PRICES) should be del eted
fromthis section and the renmining appropriately
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edi t ed subparagraphs bel ow shoul d be inserted into
Section 01 22 00.00 10.

Consult the concrete nmaterials design nenorandumto
choose the appropriate cenentitious materials and
adm xtures for neasurenent and paynent.

When silica funme is used in the project, the

Speci fier should include both bid itens, "Silica
Fume, Dry" and "Silica Fune, Slurry", to give the
Contractor the option of supplying the material in
dry formor in slurry form

EE R R R I R R I I R R R I I R R R Ok S R R I R I R I O R O

.11 Concrete for [ ]

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: Repeat this bid itemand its respective
subpar agraphs for each bid item of concrete,
renunbering the bid itens appropriately.

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R

1.1.1.1 Payment

Payment will be made for costs associated with conpleting the concrete work
for concrete placed inthe [__ ]. However, these costs will not include
the cost of the cenent, pozzolan, [slag,] reinforcement, [water-reducing
adm xture,] [high range water reducer,] [silica fune,] and enbedded parts
that are specified to be paid for separately. No paynent will be nade for
concrete, as such, that is placed in structures of which paynment is nmade as
a lunp sum

.1.1.2 Measur ement

Concrete will be neasurenent for paynent based upon the actual vol une of
concrete within the pay lines of the structures as indicated on the
drawi ngs. Measurenment of concrete placed agai nst the sides of any
excavation without the use of intervening forms shall be made only within
the pay lines of the structure. No deductions shall be made for rounded or
bevel ed edges, space occupied by netal work, electrical conduits or
reinforcing steel, nor for voids or enbedded itens that are either |less than
0.14 cubic neters 5 cubic feet in volume or 0.09 square neter 1 square foot
in cross section.

.1.1.3 Unit of Measure

Unit of neasure: cubic neters yards.
1.2 [Concrete in Bl ockout s]

.1.2.1 [ Payment

Payment will be made for costs associated with concrete placed in the
bl ockout s. ]

.1.2.2 [ Measur enment

Concrete will be neasurenent for paynent based upon the actual vol une of
concrete placed in the blockouts as indicated on the draw ngs.]
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1.1.2.3 [Unit of Measure
Unit of neasure: cubic neters yards.]

1.1.3 Portl and Cenent

Rk Rk kR IR R R I kO ke S O R AR Rk R R R Rk O ok O I R R I O I b R R o

NOTE: Al other cenmentitious materials (except
pozzol an), such as portl and-pozzol an cenent, slag
cenment, or portland blast-furnace cenent, shall be
listed separately simlar to this bid item and the

bid itens renunbered appropriately.
EE SRR I Ik S b O S S S I O R R R Rk S I S kS I I R SR Ik I S I O R Sk I I O S

1.1.3.1 Paynment

Payment will be nmade for costs associated with Portland cenment, which
i ncludes the cost of required unloading, hauling, handling, and storage at
the site, of all portland cement used in the work.

1.1.3.2 Measur enent

Portland cement will be measured for paynment based upon the nunber of tons
of portland cenent used unless specifically excepted, wasted, or used for
the conveni ence of the Contractor. The quantity to be paid for will be
determned by nultiplying the approved batch weight in kg/cubic neter
pounds/ cubi ¢ yard of portland cenent in each type of concrete used by the
nunber of cubic nmeters yards of concrete types placed within the pay |lines
of the structure, as determined in accordance with the concrete bid itens,
and dividi ng by 1000 2, 000.

1.1.3.3 Unit of Measure

Unit of neasure: tons (nmetric) (2000 I|b).
1.1.4 Pozzol an (Except Silica Fune)
1.1.4.1 Payment

Payment will be made for costs associated with pozzol an, which includes the
cost of required unloadi ng, hauling, handling, and storage at the site, of
all pozzolan used in the concrete bid itens.

1.1.4.2 Measur ement

Pozzol an, except silica fune, will be nmeasured for paynent based upon the
nunber of cubic nmeters feet solid volunme of pozzol an used unl ess
specifically excepted, wasted, or used for the conveni ence of the
Contractor. The quantity to be paid for will be determ ned by multiplying
the approved batch weight in kg/cubic nmeter pounds/cubic yard of pozzol an
in each type of concrete used by the nunber of cubic nmeters yards of
concrete of the types placed within the pay |lines of the structure, as
determned in accordance with the concrete bid items, and dividing by the
product of the average specific gravity of the pozzolan nmultiplied by 1000
kg/ cubi c nmeter 62.4 pounds/cubic foot. The average specific gravity shal
be the average of the test results for all material accepted during the
peri od covered by the paynent.
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1.1.4.3 Unit of Measure
Unit of neasure: cubic neters feet solid vol ure.

1.1.5 Ground Granul ated Bl ast - Furnace Sl ag

1.1.5.1  Paynment
Payment will be made for costs associated with ground granul ated
bl ast -furnace slag, which includes the cost of required unloading, hauling,
handl i ng, and storage at the site, of all ground granul ated bl ast-furnace
slag used in the concrete bid itens.

1.1.5.2 Measur ement
Ground granul ated bl ast-furnace slag will be neasured for paynment based
upon the nunber of tons of ground granul ated bl ast-furnace sl ag used
excl udi ng the amount specifically excepted, wasted, or used for the
conveni ence of the Contractor. The quantity to be paid for will be
determned by nultiplying the approved batch weight in kg/cubic neter
pounds/ cubi ¢ yard of ground granul ated bl ast-furnace slag in each type of
concrete used by the nunber of cubic neters yards of concrete types placed
within the pay lines of the structure, as determ ned in accordance with the
concrete bid items, and dividing by 1000 2, 000.

1.1.5.3 Unit of Measure
Unit of neasure: tons (nmetric) (2000 |b).

1.1.6 Wat er - Reduci ng Admi xture (WRA)

1.1.6.1 Payment
[ Payment will be nmade for costs associated with water-reduci ng adm xture
(WRA) at the applicable contract unit price per cubic neter yard of
concrete containing water-reducing adm xture.] [Paynent will be nade for
costs associated with water-reducing adm xture (WRA) at the applicable
contract unit cost of concrete containing water-reducing adm xture for:

a. "Bid Item] Ja., first [ ] cubic neters yards."
b. "Bid Item] ]b., all over | ] cubic neters yards."]

1.1.6.2 Measur ement
Wat er -reduci ng adm xture (WRA) will be neasured for paynent based upon the
actual volune of concrete containing the adnmi xture and within the pay |ines
of the structures, as determ ned in accordance with the concrete bid itens.

1.1.6.3 Unit of Measure
Unit of neasure: cubic neters yards.

1.1.7 Hi gh- Range Wt er - Reduci ng Admi xture (HRWR)

1.1.7.1 Payment
[ Payment will be made for costs associated with high-range water-reducing
adm xture (HRWR) at the applicable contract unit price per cubic neter yard
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of concrete containing water-reducing adm xture.] [Paynent will be nade for
costs associated with hi gh-range water-reduci ng adm xture (HRAR) at the
applicabl e contract unit cost of concrete containing water-reducing

adm xture for:

a. "Bid Iltem] la., first [ ] cubic neters yards."

b. "Bid Item] ]b., all over [ ] cubic neters yards."]
.1.7.2 Measur ement
H gh- Range wat er-reduci ng adm xture (HRWR) will be nmeasured for paynent
based upon the actual vol une of concrete containing the adm xture and
within the pay lines of the structures, as determ ned in accordance with
the concrete bid itemns.
.1.7.3 Unit of Measure
Unit of neasure: cubic neters yards.
.1.8 [Silica Fune, Dry]
.1.8.1 [ Payment
Payment will be nade for costs associated with silica fune, dry, which
i ncludes price batching and recordi ng equi pnent for dry silica fume used in
the concrete bid items. Paynment will be rmade at the contract price per
ki | ogram hundr edwei ght of dry silica fune for:

a. "Bid Item] la., first [ ] kil ograns hundredwei ght."

b. "Bid Item] ]b., all over | ] kil ogramnms hundredwei ght.]"
.1.8.2 [ Measur enent
Silica fume, dry, will be nmeasured for paynment based upon the nunber of
ki | ograms hundredwei ght of silica fune used in the concrete, excluding the
amount wasted or used for the convenience of the Contractor. The quantity
to be paid for will be determned by nultiplying the weight in kil ograns
pounds of silica fume per cubic nmeter yard by the nunber of cubic neters
yards of silica fume concrete placed within the pay lines of the structure
as determined in accordance with the concrete bid itens., divided by 100.]
.1.8.3 [Unit of Measure
Unit of nmeasure: kil ograns hundredwei ght (100 pounds).]
. 1.9 [Silica Fune, Slurry]
.1.9.1 [ Payment
Payment will be made for costs associated with silica fume, slurry, which
i ncludes the cost of silica fune, slurry; providing adm xtures such as HRWR
adm xtures that are a conponent of the slurry; and furnishing storage,
bat chi ng, and recording equi prment for silica fume, slurry, used in the
concrete bid items. Paynment for silica fume, slurry, will be made at the

contract price per hundredwei ght of dry silica fume for:

a. "Bid Item] la., first [ ] kil ograns hundredwei ght."
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1

b. "Bid Item] ]b., all over [ ] kil ograms hundredwei ght. ]

.1.9.2 [ Measur enent

Silica fune, slurry, will be neasured for paynment based upon the nunber of
ki | ograms hundredwei ght of silica fune used in the concrete, excluding the
amount wasted or used for the convenience of the Contractor. The quantity
to be paid for will be determned by nultiplying the weight in kil ograns
pounds of silica fume per cubic nmeter yard by the nunber of cubic neters
yards of silica fume concrete placed within the pay lines of the structure
as determned in accordance with the concrete bid itens , divided by 100.
The dry weight will be determ ned by supplier's certificate.]

.1.9.3 [Unit of Measure

Unit of neasure: kil ograns hundredwei ght (100 pounds).]

2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RID outside of the Section's
Reference Article to autonatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AClI | NTERNATI ONAL ( ACl)

ACl 117 (2006) Standard Specifications for
Tol erances for Concrete Construction and
Mat erial s

ACl 214R (2002; Errata 2005) Reconmended Practice
for Evaluation of Strength Test Results of
Concrete

ACl 305R (1999; Errata 2006) Hot Wat her Concreting
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(2005) Effect of Organic Inpurities in
Fi ne Aggregate on Strength of Mortar

(2002) Standard Specification for
Epoxy- Resi n- Base Bondi ng Systens for
Concrete

(2008) Packaged, Dry, Rapid-Hardening
Cenentitious Materials for Concrete Repairs

(2002) Gout Fluidifier for
Pr epl aced- Aggr egat e Concrete

(2009a) Standard Specification for
Ready- M xed Concrete

(2009a) Standard Specification for G ound
Granul ated Bl ast-Furnace Slag for Use in
Concrete and Mortars

(2005el1) Flat Particles, Elongated
Particles, or Flat and El ongated Particles
i n Coarse Aggregate

(2009) Wre doth and Sieves for Testing
Pur poses

NATI ONAL | NSTI TUTE OF STANDARDS AND TECHNOLOGY (NI ST)

NI ST HB 44

(2007) NI ST Handbook 44: Specifications,
Tol erances, and ot her Techni cal

Requi rements for Wi ghing and Measuri ng
Devi ces

NATI ONAL READY M XED CONCRETE ASSOCI ATl ON ( NRMCA)

NRMCA CPMB 100

(2000) Concrete Plant Standards

U S. ARW CORPS OF ENG NEERS (USACE)

CCE CRD-C 100

CCE CRD-C 104

CCE CRD-C 114

(1975) Method of Sanpling Concrete
Aggregat e and Aggregate Sources, and
Sel ection of Material for Testing

(1980) Method of Cal culation of the
Fi neness Modul us of Aggregate

(1997) Test Method for Soundness of
Aggr egates by Freezing and Thaw ng of
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Concrete Speci nmens

CCE CRD-C 130 (2001) Standard Reconmended Practice for
Estimating Scratch Hardness of Coarse
Aggregate Particles

CCE CRD-C 143 (1962) Specifications for Meters for
Aut omatic Indication of Misture in Fine
Aggr egat es

CCE CRD-C 144 (1992) Standard Test Met hod for Resistance

of Rock to Freezing and Thawi ng

CCE CRD-C 400 (1963) Requirenments for Water for Use in
M xi ng or Curing Concrete

CCE CRD-C 521 (1981) Standard Test Method for Frequency
and Anplitude of Vibrators for Concrete

CCE CRD-C 55 (1992) Test Method for Wthin-Batch
Uniformty of Freshly M xed Concrete

CCE CRD-C 94 (1995) Specification for Surface Retarders
1.3 SYSTEM DESCRI PTI ON

Concrete shall be conposed of cenmentitious materials, water, fine and
coarse aggregates, and adm xtures. The cenentitious materials shall be
[portland cenent], [portland cenent in conbination with pozzol an],
[portland cenent in conbination with [ 11, [portland bl ast-furnace sl ag
cement] [portland cement in conbination with ground granul ated

bl ast-furnace slag] [portland cement in conbination with silica fume]

[ portl and- pozzol an cenent]. The admi xture shall be an air-entraining

adm xture [or an air-entraining adm xture plus] [a retarding adm xture], [a
WRA], [a HRWRA], [or an accelerating admi xture]. A retarding adm xture may
be used at the request of the Contractor when approved. No other chem ca
adm xtures than those |isted above shall be used.

1.3.1 Proportioni ng Responsibility

EE R R R S I R R R O I R R R R R S R R I R R R S R R S R R

NOTE: The | ast optional sentence should be used if
sl ow strength gain cementitious materials are to be
used.

Rk Rk Rk R R IR R R Sk O O e S O R AR Rk R Rk O kO I R IR R I b I Rk I o

The concrete mxtures will be proportioned by the Contracting O ficer.
[Prelimnary mixture-proportioning studies or thermal studies which include
m xture proportions are available for reviewin the District Ofice.]

[ Some mi xtures, especially those containing higher anbunts of pozzol ans,
may have sl ow strength gain which may inpact form design and formrenova
time.]

1.3.2 Desi gn Requi renents

Rk Rk kR IR R R Sk O kb S O I AR R R R Rk O ok O O R IR I bk S A R

NOTE: See the concrete materials design menorandum
to select the optional cenentitious naterials.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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The proportions of all material entering into each concrete mxture will be
furnished to the Contractor. The proportions will be changed by the
Contracting O ficer as necessary. Adjustnents shall be nmade by the
Contractor to the batch wei ghts of aggregates and water as necessary to
conpensate for free nmoisture in the aggregates. The quantity of

air-entrai nment adm xture shall be adjusted by the Contractor to maintain
the specified air content.

1.3.3 Ai r Cont ent

The air content by volune shall be determ ned by ASTM C 231. Wen the

nom nal maxi mum si ze of coarse aggregate is 37.5 mr 1-1/2 inches or |arger,
the air content of the sanmple measured in accordance with ASTM C 231 shal
be 5-1/2 + 1-1/2 percent. Wen the nom nal maxi mum size coarse aggregate
is 19 m 3/4 inch, the air content shall be 6 + 1 percent. The specified
air content shall be present in the concrete when the concrete has been

pl aced in the forns.

1.3.4 Sl unmp

The slunp shall be determ ned in accordance with ASTM C 143/ C 143N and

shall be 50 mm 2 inches + 25 nr 1 inch for massive features and between 25
and 100 nm 1 and 4 inches for all others except where placenent by punp is
approved, in which case the slunp shall be 114 mr 4-1/2 + 38 mr 1-1/2 inches.
In addition, the range of each set of two consecutive tests for each

m xture shall be not nore than 50 mr 2 inches. The above specified slunp

is that required at the forns.

1.3.5 Construction Tol erances

Level and grade tol erance neasurenents of slabs shall be nade as soon as
possible after finishing. Wen forms or shoring are used, the measurenents
shall be nade prior to renoval. Tolerances are not cunul ative. The nobst
restrictive tolerance controls. Tolerances shall not extend the structure
beyond | egal boundaries. Except as specified otherw se, plus tol erance

i ncreases the anpbunt or dinmension to which it applies, or raises a |leve

al i gnment and mnus tol erance decreases the amount or dinmension to which it
applied, or lowers a level alignment. A tolerance w thout sign neans plus
or minus. \Were only one signed tolerance is specified, thereis nolimt
in the other direction. The unformed finished surfaces subject to

hi gh-vel ocity flow (12 nmis) (40 fps) shall be finished to neet the

tol erances for A-HV surfaces specified in Table, "TOLERANCES FOR FI NI SHED
FORMED CONCRETE SURFACES".

1.3.6 Tabul ati ons and Definitions

EE R R R S I R R I R R R S R R R R R S R R I R I R R R R R R R R

NOTE: Delete any of the following tables that are
not applicable. Mst projects will require several
tables to cover all parts of the structure.

IR E R R E R RS EEEEEREEEEEEEEEREEREREEEREEEEEEREEEEEEEREEEEEEEEEEEEEEREEEEEEREEEEE SRS

The definitions of the ternms used in the follow ng tabul ations are used as
defined and used in ACI 117. Level and grade tol erance neasurenents of
sl abs shall be made as soon as possible after finishing.

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

NOTE: The following table to be used with SI units.
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TOLERANCES FOR FOUNDATI ONS
(1) Lateral alignnent
As cast to the center of gravity as specified,;

0.02 tinmes width of footing in direction
of m splacenment but not nmore than .......................... 50

3

Supporting masonry construction ............... ... 13

3

(2) Level alignment

Top of footings supporting MASONry .............c.cuuiiuunn... 13 mm
Top of other footings ......... ... . . . i, +13 mMm
..................................... -50 mMm

(3) Cross-sectional dinensions

Hori zontal dinensions of fornmed nmenbers ................... +50

33

Hori zontal di nensions of unformed nenbers cast agai nst soil

600 MM Or | €SS . ... e +75 mMm
....................................... -13 mMm

Greater than 600 mMnm
but less than 1800 nmm ...... ... .. ... +150 mMm
................................... -13 mMn
Over 1.8 M .. e +300 nm
............................... -13 mMm
Vertical dinension (thickness) ............. ... .. ...... -5 percent

(4) Relative alignnent
Sl ope of footing side and top surfaces
with respect to the specified plan ................. 25 nm 3000 nm
TOLERANCES FOR CAST- | N- PLACE RElI NFORCED CONCRETE
FOR BUI LDl NGS
(1) Vertical alignnent
For heights 30 m
Lines, surfaces, and arrises ..............c.ciuuniiinn.. 25 mm
Qut si de corner of exposed corner colums
and control joint grooves in concrete

exposed tO VieW . ... 13 mm

For heights greater than 30 m
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(2)

(3)

(4)

(5)

TOLERANCES FCR CAST- | N- PLACE RElI NFORCED CONCRETE
FOR BUI LDl NGS

Li nes, surfaces, and arrises, 1/1,000 tines

t he height at any point but not nore than ...........

Qut si de corner of exposed corner colums and
control joint grooves in concrete, 1/2,000
tinmes the height at any point but not

MDre than .. ... ...

Lateral alignnent

In slabs, centerline |ocation of openings
300 mmor snaller and edge

[ocation of larger openings .......... ...,

Sawcuts, joints, and weakened pl ane

enbednment in slabs ....... .. . ..

Level alignnment

Top of sl abs

El evati on of slabs-on-grade .........................

El evati on of top surfaces of fornmed sl abs

bef ore renmoval of supporting shores .................

El evati on of formed surfaces before renova

of Shores . ... . . e

Lintels, sills, parapets, horizontal grooves,

and other lines exposed to view ............. . ... ...

Cross-sectional di nensions

Menbers, such as columms, beans, piers, walls
(thi ckness only) and sl abs (thickness only)

300 mMmdinension or €SS ...

More than 300 mm but not over

900 MM di MBNSI ON .. oot e e e e e e

Over 900 MM i MBNSI ON . . . oottt e e e e

Rel ative alignnment
Stairs

Different in height between

adj @acent i SersS ... e
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TOLERANCES FCR CAST- | N- PLACE RElI NFORCED CONCRETE
FOR BUI LDl NGS

Different in width between

adjacent treads ........... 6
G ooves

Specified width 50 mmor less ........ ... ... ... ... ..... 3

Specified width nore than 50 mMm

but not nore than 300 mm ....... ... ... ... . .. 6

Sawcuts, joints, and weakened pl ane on sl ab
Lateral, gradual ........................... 19 mmin 3000
Lateral, abrupt ........ ... . . . . . . 0

(6) Openings through nmembers

Cross-sectional size of opening ........... .. ... ... .0 .... +25
............................ -6
Location of centerline of opening ............ ... . ... ....... 13

TOLERANCE FOR FI NI SHED FORVED CONCRETE SURFACES
(1) Vertical alignnent
Formed surfaces slope with respect to the specified plane
Vertical alignnment of outside corner of exposed corner
colums and control joint grooves in concrete exposed
L0 VieW .o 7 mmin 3000
Al'l other conditions .......... .. ... .. ... .... 10 mmin 3000
(2) Abrupt variation
The of fset between concrete surfaces under adjacent pieces of
formmrk for the follow ng classes of surface: (For Cass A-HV
positive nmeans raise of elevation in the direction of waterfl ow,

negative nmeans drop of elevation in the direction of waterflow)

*Class A-HV, in the

direction of waterflow ............ ... ... ... ...... +0
........................... -3

per pendi cul ar to the
direction of waterflow ......... ... ... ... . .. ... .... 3
Ol ass A e 3
Class B .. 6
G ass C .. e 6
Gl ass D ... e 25

*1 ncl udes any high-velocity flow surface.
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TOLERANCE FOR FI NI SHED FORMED CONCRETE SURFACES

(3) Gradual variation

Surface finish tol erances as neasured by placing a freestandi ng
(unl eveled), 1.5 mstraightedge for plane surface or curved

tenmpl ate for curved surface anywhere on the surface and

allowing it to rest upon two high spots within 72 hr after concrete
pl acenent. The gap at any point between the straightedge or

tenpl ate and the surface shall not exceed:

*Class A (including Cass A-HV) ........ .. .. ... .. ... ..... 3 mm
Class B ... 6 mm
Cass C oo 13 mm
Class D .o 25 mm
*1 ncl udes any high-velocity flow surface.
TOLERANCES FOR CAST- | N- PLACE, VERTI CALLY SLI PFORMED
BUI LDI NG ELEMENTS
(1) Translation and rotation froma fixed point at the base of
the structure:
For heights 30 mor less ......... . .. ... 50 mMm
For heights greater than 30 m
1/ 600 times the height but not nore than .............. 205 mm
(2) Lateral alignnent
Bet ween adjacent elenments .......... . ... . .. ... 50 mm
(3) Cross-sectional dinensions
VAl I thickness . ... ... +19 mm
............................................ -10 mMm
(4) Relative alignnent
Formed surface slope with respect to the
specified plane ..... ... ... . . . ... 19 mmin 3000 M
TOLERANCES FOR MASS CONCRETE STRUCTURES OTHER THAN
BUI LDl NGS
(1) Vertical alignnent
Visible surfaces ........ . 30 mm
Conceal ed surfaces ......... .. 65 nm
Side walls for radial gates and simlar
watertight joOints . ... ... . 5 mm

(2) Lateral alignnent
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TOLERANCES FOR MASS CONCRETE STRUCTURES OTHER THAN

BUI LDI NGS
Visible surfaces ....... .. 30 nmm
Conceal ed surfaces ......... .. 65 nmm
(3) Level alignnent
Visible flatwork and formed surfaces ....................... 13 nmm
Conceal ed flatwork and formed surfaces ..................... 25 mm
Sills for radial gates and simlar
watertight JOIiNts ... ... . e 5 mm
(4) Relative alignnent
Formed surface slope with respect to the specified plane
Slopes in lateral and |evel alignnents
Visible surfaces ......... ... ... . ... . ... 7 mmin 3000 mMm
Conceal ed surfaces ...................... 13 mmin 3000 mm
Sl opes in vertical alignnment
Visible surfaces .......... ... ... ....... 13 mmin 3000 mMm
Conceal ed surfaces ...................... 25 mMmin 3000 mm
TOLERANCES FOR CANAL LI NI NG
(1) Lateral alignment
Alignment of tangents ........ ... . . ... 50 mm
Alignment of curves . ........ . . . e 100 mMm
Wdth of section
at any height ...... ... .. ... .. .. .. . .. . 0. 0025W + 25 mm
(2) Level alignnent
Profile grade ...... ... .. i e 25 mm
Surface of invert ... ... .. 6 nmm
Surface of side slope ....... ... i 13 mm
Height of lining ...... ... . .. . . .. . . . . . . . . . . . ... 0. 005H + 25 nm
(3) Cross-sectional dinensions
Thi ckness of lining cross section: 10 percent of specified
t hi ckness provi ded average thickness is nmintained as determ ned by

dai ly batch vol unes.
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(1)

(2)

(3)

(4)

(5)

TOLERANCES FCR BRI DGES, EROSI ON- PROTECTI ON STRUCTURES
AND SMALL HYDRAULI C STRUCTURES

Vertical alignnment

Exposed surfaces .......... ..
Conceal ed surfaces .......... ..

Lateral alignnment

Centerline alignment .......... . . .. . . ..
Level alignnent

Profile grade . ..... .. . . ..
Top of other concrete surfaces and horizontal grooves

EXposed ...
Conceal ed ... .. ... e

Mai nl i ne pavenents in longitudinal direction, the gap
bel ow 3 m unl evel ed strai ghtedge resting
on highspots shall not exceed ............... ... .. ... ......

Mai nl i ne pavenents in transverse direction, the gap

bel ow a 3 munl evel ed strai ght edge

resting on highspots shall not exceed .....................
Ranps, sidewal ks, and intersections, in any direction

the gap below a 3 munl evel ed strai ghtedge

resting on highspots shall not exceed .....................
Cross-sectional dinmensions

Bridge slab thickness ....... ... ... .. . . . . . . . . . .

Menbers such as col ums, beans, piers, walls, and others
(slabs--thickness only) ......... .. . . . . ..

Openi ngs through concrete nmenbers ........... ... ... ... .....
Rel ative alignment
Location of openings through concrete nenbers .............

Formed surface slope with respect to the specified plane

Watertight joints ........ .. ... ... .. ... ... ... 3 mMmin
O her exposed surfaces ..................... 13 mMmin
Conceal ed surfaces ......... ... ... ... 25 nmin

Unf or ned exposed surfaces slopes with respect to the
specified plane . ... ... ... . .. .. 7 mMmin
................................. 10 mmin
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TOLERANCES FOR TUNNEL LI NINGS, CONDU TS, AND FI LLI NG
AND EMPTYI NG CULVERTS

(1) Lateral alignnent
Centerline alignnment

WAt er conveying tunnels, conduits,

and Cul Vert S . ... 13 mMm
[ S 0= 25 mm
Inside dimensions ................... 0. 005 tines inside dinension

(2) Level alignnment
Profile grade

Wat er conveyi ng tunnels, conduits,

and Cul Verts ... ... 13 nm
QeI S o 25 mm
Surface of invert .. ... .. . .. 6 mm
Surface of side slope ..... ... . ... 13 mm

(3) Cross-sectional dinension
Thi ckness at any poi nt

Tunnel and culvert lining ....... ... ... . ... ... -0 M

Conduits ........ ... +5 percent thickness but not
less than 13 mm

..................... -2.5 percent thickness but not
[ ess than 6 mMm

IR R R R E R RS EEEEEREEEEEEEEEREEEEREEEREEEEEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: The following table to be used with IP units.
EE R I R I S b b b S b I b R S I R R R I S S R R S R b I R I I R O I I
TOLERANCES FOR FOUNDATI ONS

(1) Lateral alignnent

As cast to the center of gravity as specified,

0.02 tines width of footing in direction

of msplacenment but not more than ........... .. ... ... ....... 2in.

Supporting masonry construction .............. ... . ... ..., 1/2 in.
(2) Level alignnent

Top of footings supporting MASONry ...................o.... 1/2 in.

Top of other footings ......... ... . .. . . . . . .. +1/2 in.
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TOLERANCES FOR FOUNDATI ONS

..................................... -21in
(3) Cross-sectional dinensions
Hori zontal dinensions of forned nenbers ................... +2 in
................. -1/2 in
Hori zontal di nensions of unformed nenbers cast agai nst soi
2 ft Or 1SS +3 in
....................................... -1/2 in
Greater than 2 ft but
less than 6 ft ... . .. . . . +6 in
..................................... -1/2 in
Over 6 ft ... +12 in
.......................................... -1/2 in
Vertical dinension (thickness) ........................ -5 percent
(4) Relative alignnent
Sl ope of footing side and top surfaces
with respect to the specified plan ................... 1in./10 ft
TOLERANCES FOR CAST- | N- PLACE REI NFORCED CONCRETE
FOR BUI LDI NGS
(1) Vertical alignment
For heights 100 feet
Lines, surfaces, and arrises ........... ..., 1in.
Qut si de corner of exposed corner colums
and control joint grooves in concrete
exposed tO Vi eW ... ... e 1/2 in.
For heights greater than 100 ft
Li nes, surfaces, and arrises, 1/1,000 tines
the height at any point but not nore than ............. 6 in
Qut si de corner of exposed corner colums and
control joint grooves in concrete, 1/2,000
times the height at any point but not
MDre than ... ... .. 3in.
(2) Lateral alignnent
B Er S L 1in
In slabs, centerline |ocation of openings
12 in. or smualler and edge
[ocation of larger openings .......... ..o 1/2 in.
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(3)

(4)

(5)

TOLERANCES FCR CAST- | N- PLACE REI NFORCED CONCRETE
FOR BUI LDl NGS

Sawcuts, joints, and weakened pl ane

enmbednment in slabs ... .. . 3/4
Level alignnent
Top of sl abs
El evation of slabs-on-grade ......................... 3/4
El evati on of top surfaces of formed sl abs
bef ore renmoval of supporting shores ................. 3/4
El evati on of forned surfaces before renoval
Of ShOres . ... . 3/4
Lintels, sills, parapets, horizontal grooves,
and other lines exposed to View .......... ... . ... ... 1/2
Cross-sectional dinensions
Menbers, such as columms, beans, piers, walls
(thi ckness only) and sl abs (thickness only)
12 in. dinmension
OF | BSS L +3/ 8
............................................ -1/ 4
More than 12 in.
but not over
3 ft dinmension ... ... +1/ 2
..................................... -3/8
Over 3 ft dinmension ........... ... . . . +1
................................ -3/ 4
Rel ative al i gnment
Stairs
Different in height between
adj acent i SersS ... ... 1/8
Different in width between
adjacent treads ........ ... ... 1/ 4
G ooves
Specified width 2 in. or less ........ .. ... ... ....... 1/8
Specified width nore than 2 in
but not nore than 12 in. ........ . ... ... . . .. . . ... ... 1/4
Sawcuts, joints, and weakened pl ane on sl ab
Lateral, gradual ........................ 3/4 inch in 10 feet
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TOLERANCES FCR CAST- | N- PLACE REI NFORCED CONCRETE
FOR BUI LDl NGS

Lateral, abrupt .......... . . . . . . . e 0 in.

(6) Openings through nmenbers

Cross-sectional size of opening ......... .. .. ... .. ... ... ... +1 in.
......................... -1/4 in
Location of centerline of opening ........................ 1/2 in

TOLERANCE FOR FI NI SHED FORVED CONCRETE SURFACES
(1) Vertical alignnent
Formed surfaces slope with respect to the specified plane
Vertical alignnent of outside corner of exposed corner
col ums and control joint grooves in concrete exposed
L0 VIiBW .o 1/4 in. in 10 ft
Al other conditions ........................ 3/8 in. in 10 ft
(2) Abrupt variation
The of fset between concrete surfaces under adjacent pieces of
formmrk for the foll owi ng classes of surface: (For O ass A-HV
positive nmeans raise of elevation in the direction of waterfl ow,
negative nmeans drop of elevation in the direction of waterflow)

*Class A-HV, in the

direction of waterflow ............ ... ... ... ..... +0 in.
........................ -1/8 in

per pendi cul ar to the
direction of waterflow ............. ... .. ...... 1/8 in.
Ol ass A 1/8 in.
Class B .. 1/4 in.
G ass C .. e 1/4 in.
G ass D .. e 1in.

*1 ncl udes any high-velocity flow surface.
(3) Gradual variation

Surface finish tol erances as nmeasured by placing a freestandi ng
(unl eveled), 5 ft straightedge for plane surface or curved
tenplate for curved surface anywhere on the surface and

allowing it to rest upon two high spots within 72 hr after concrete
pl acenent. The gap at any point between the straightedge or

tenpl ate and the surface shall not exceed:

*Class A (including Class A-HV) ........ .. ... .. ... .... 1/8 in.
Class B ... 1/4 in.
ClasSs C oot 1/2 in
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(1)

(2)

(3)

(4)

(1)

(2)

(3)

TOLERANCE FOR FI Nl SHED FORMED CONCRETE SURFACES

*1 ncl udes any high-velocity flow surface.
TOLERANCES FOR CAST- | N- PLACE, VERTI CALLY SLI PFORVED
BUI LDI NG ELEMENTS

Translation and rotation froma fixed point at the base of
the structure

For heights 100 ft or less ...... ... ... . . . ... 2

For heights greater than 100 ft,
1/600 times the height but not nore than ................ 8

Lateral alignnment

Bet ween adj acent elenments ......... . .. ... .. 2
Cross-sectional dinensions

VAl I thickness . ... . . +3/ 4
Rel ative alignment

Formed surface slope with respect to the

specified plane ... ... .. .. . . 3/4in. in 1

TOLERANCES FOR MASS CONCRETE STRUCTURES OTHER THAN

BUI LDI NGS
Vertical alignnent
Visible surfaces ........ ... 1-1/4
Concealed surfaces ........... .. i, 2-1/2

Side walls for radial gates and sinilar
watertight joints ... ... . . . 3/ 16

Lateral alignnment

Visible surfaces ........ . . 1-1/4
Conceal ed surfaces ......... ... 2-1/2
Level alignnent

Visible flatwork and formed surfaces ...................... 1/2
Conceal ed flatwork and forned surfaces ...................... 1
Sills for radial gates and simlar

watertight joints ...... .. . . . . . . 3/ 16
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TOLERANCES FOR MASS CONCRETE STRUCTURES OTHER THAN
BUI LDI NGS
(4) Relative alignnent
Formed surface slope with respect to the specified plane

Slopes in lateral and |evel alignnents
Visible surfaces ........... ... ... ... ... /4 in. in 10 ft
Conceal ed surfaces ........... ... ... .... 1/2 in. in 10 ft

Sl opes in vertical alignment
Visible surfaces ........... ... ... ... ... 1/2 in. in 10 ft

Conceal ed surfaces .............c. . 1in. in 10 ft

TOLERANCES FOR CANAL LI NI NG

(1) Lateral alignment

Alignment of tangents ....... ... . . . ... 2in.
Alignment of curves . ...... . ... e 4 in.
Wdth of section

at any height ...... ... ... .. ... .. . .. . .. 0.0025W+ 1 in.

(2) Level alignnent

Profile grade ....... . .. 1in.
Surface of invert ...... .. .. . 1/4 in.
Surface of side slope ........ ... i 1/2 in.
Height of lining ....... ... ... . . . . . . . . . .. 0.005H + 1 in.

(3) Cross-sectional dinensions
Thi ckness of lining cross section: 10 percent of specified thickness
provi ded average thickness is maintained as determ ned by daily batch vol unes.
TOLERANCES FOR BRI DGES, ERGCSI ON- PROTECTI ON STRUCTURES,
AND SMALL HYDRAULI C STRUCTURES

(1) Vertical alignnent

Exposed surfaces ........ ... 3/4 in.
Conceal ed suUrfaces .......... .. 1-1/2 in.

(2) Lateral alignnent
Centerline alignment .......... . . . . . . . 1in.
(3) Level alignment

Profile grade ......... ... . e e 1in.
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(4)

(5)

(1)

TOLERANCES FCR BRI DGES, EROSI ON- PROTECTI ON STRUCTURES
AND SMALL HYDRAULI C STRUCTURES

Top of other concrete surfaces and horizontal grooves

EXpOSed .. ... 3/4 in.
Conceal ed ...... ... . 1-1/2 in.
Mai nl i ne pavenents in |ongitudinal direction, the gap
bel ow 10 ft unl evel ed strai ghtedge resting
on highspots shall not exceed ............................. 1/8 in.
Mai nl i ne pavenents in transverse direction, the gap
bel ow a 10 ft unl evel ed strai ghtedge
resting on highspots shall not exceed ..................... 1/4 in.
Ranps, sidewal ks, and intersections, in any direction
the gap below a 10 ft unl evel ed strai ghtedge
resting on highspots shall not exceed ..................... 1/4 in
Cross-sectional dinmensions
Bridge slab thickness ....... ... ... ... .. . . .. . . . . . . .. +1/4 in
.................................... -1/8 in.
Menbers such as col ums, beans, piers, walls, and others
(slabs--thickness only) ...... .. .. . . . .. i +1/2 in.
.................................. -1/4 in.
Openi ngs through concrete nmenbers ......................... 1/2 in
Rel ative alignment
Location of openings through concrete nenbers ............. 1/2 in
Formed surface slope with respect to the specified plane
Watertight joints ........ .. ... ... .. ... ... ... 1/8 in. in 10 ft
O her exposed surfaces ...................... 1/2 in. in 10 ft
Conceal ed surfaces ........... .. ... l1in. in 10 ft
Unf or ned exposed surfaces slopes with respect to the
specified plane ....... .. .. . . . 1/4 in. in 10 ft
.................................. 3/8in. in 20 ft
TOLERANCES FOR TUNNEL LI NI NGS, CONDU TS, AND FI LLI NG
AND EMPTYI NG CULVERTS
Lateral alignnment
Centerline alignnment
Wat er conveyi ng tunnels, conduits,
and cul Vert s ... ... 1/2 in.
O her s o 1in.
Inside dinensions ....................... 0. 005 times inside dinmension
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TOLERANCES FOR TUNNEL LI NI NGS, CONDU TS, AND FI LLI NG
AND EMPTYI NG CULVERTS
(2) Level alignment
Profil e grade

WAt er conveyi ng tunnels, conduits,

and cul verts . ... 1/2 in.
O NEr S o lin
Surface of invert . ... ... .. . e 1/4 in.
Surface of side slope ........ .. . i 1/2 in.

(3) Cross-sectional dinension
Thi ckness at any poi nt
Tunnel and culvert lining .......... ... ... . . . . ... -0 in.

Conduits ........ .. ... . +5 percent thickness but not
less than 1/2 in.

...................... -2.5 percent thickness but not
less than 1/4 in.

1.4 SUBM TTALS

Rk Ik Sk kR IR R R I O O e S S R Rk Rk S R Rk Ok kS I O I b R R Rk

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmttals
required for the project. Submittals should be kept
to the minimumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G" if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nay be used following the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.
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Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O

CGovernment approval is required for submittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation following the "G
designation identifies the office that will review the submttal for the
CGovernment.] The following shall be submitted in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
Concrete Lifts[; Q[; G [_____ 1]

Alift drawing and bill of nmaterials for each lift of concrete.
(Only one lift shall be shown on a drawing). These draw ngs shall
be to scale and shall show all enbedded itenms in sufficient detail
for the proper installation and prosecution of the work. All
enbedded el ectrical and/or nmechanical items shall be identified.
The drawi ngs shall not be less than 594 by 841 mr 22 by 34 inches
in size and the scale used shall be sufficiently large to clearly
show all details of the structure covered by these drawi ngs. A
note shall be included on each Iift drawing indicating all
contract drawi ngs fromwhich the Iift drawi ng was prepared.

Submit [ ] copies of each drawing for review at |east 60 days
prior to scheduling the Ilift for placenent.

Equi prent[; C[; G [

The met hods and description of the equi pnent proposed for
transporting, handling, and depositing the concrete for review, 60
days before concrete placenent begins. The data submitted shall
i nclude site drawi ngs or sketches with locations of equipnent and
pl acement site.

SD- 03 Product Data
Batch Plant[; C[; G [____ 11
Details and data on the concrete plant, within 60 days prior to
assenbly, to the Contracting O ficer for conformance review wth

the requirenents of paragraph PLANT AND EQUI PMENT.

M xers
The make, type, capacity, and nunber of the concrete m xers

proposed for use, 60 days prior to installation for review by the

Contracting Officer for conformance with the requirenents of

par agr aph PLANT AND EQUI PMENT.

Construction Joint Treatnent[; C[; G |

The met hod and equi prent proposed for joint cleanup and waste
di sposal, for review 30 days before concrete placenment begins.

Curing and Protection[; C[; G |
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The curing nedia and nmethods to be used for review 30 days
bef ore concrete placenment begins.

Col d Weather Protection[; CGI[; G [___ 11

A description of the materials and net hods proposed for
protection of the concrete, 60 days in advance of anticipated need
date for review, when concrete is to be placed under col d-weat her
condi ti ons.

Hot - Weat her Placing[; C[; G [____ 1]

A description of the materials and met hods proposed for
protection of the concrete 60 days in advance of anticipated need
date for review, when concrete is to be placed under hot-weat her
condi ti ons.

Speci al Tenperature-Controlled Concrete[; Cl[; G [___ 11

Met hods and equi prent for review and coment 60 days in advance
of anticipated date required for use, when special tenperature
controls are required.

SD-07 Certificates
Sheet Curing

A manufacturer's certificate certifying that the nmaterials
conmply with the requirements of ASTM C 171, if sheet curing is
used.

Nonshrink Gout[; C[; G |

Descriptive literature of the grout proposed for use containing
certified | aboratory test results showing that it neets
ASTM C 1107/ C 1107V 60 days prior to its use together with a
certificate fromthe manufacturer stating that the grout is
suitable for the application or exposure for which it is being
considered. In addition, a detailed plan for review, show ng
equi pnment and procedures for use in mxing and placing the grout.

Bondi ng Agents

Descriptive literature and certification in advance of their use.
Expansi ve Admi xture

Manufacturer's descriptive literature and certification for
fluidifier to be used as expansive adm xture in bl ock-out
concrete, 60 days prior to its use.

1.5 QUALI TY ASSURANCE

1.5.1 Gover nnment Preconstruction Testing

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: Contact the Engi neer Research and Devel opnent
Center, 3909 Halls Ferry Road, Vicksburg,
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M ssi ssi ppi 39180-6199, ATTN. CEERD- SC for gui dance
in filling in the blanks.

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

.5.1.1 Aggr egat e Sources

The aggregate sources listed in paragraph MATERI AL SPECI FI CATI ON, have been
tested, and at the tine testing was perforned, these sources were capabl e
of producing materials of the quality and quantity required for this

proj ect provided suitable processing is perforned. Sanples from any source
sel ected consisting of not less than [ ] kg pounds of each size of
coarse aggregate and [ ] kg pounds of fine aggregate, taken under the
supervi sion of the Contracting Oficer in accordance with COE CRD- C 100,
shall be delivered to [__ ] within 15 days after notice to proceed.
Sanpl i ng and shi pnent of sanples shall be at the Contractor's expense.
[ ] days will be required to conplete evaluation of the aggregates.
Testing will be perforned by the Governnent in accordance with the
applicable COE CRD-C or ASTM test nethods. Tests to which aggregate nmay be
subj ected are listed in paragraph MATERI AL SPECI FI CATION. The materi al
fromthe proposed source shall neet the quality requirenents of this

par agraph to be used for the project. The Governnent test data and ot her
informati on on aggregate quality of those sources listed in paragraph
MATERI AL SPECI FI CATI ON, and are available for reviewin the District

Ofice. Quality assurance testing of aggregates by the Governnent does not
relieve the Contractor of quality control requirenents.

.5.1.2 Cenentitious Materials, Adm xtures, and Curing Materials

Notify the Contracting O ficer of the source, brand nane, type, and
quantity of all materials (other than aggregates) to be used in the
manuf acture and curing of the concrete at |east 60 days in advance of
submitting sanples for mxture proportioning studies. Assist the

Contracting Oficer in obtaining sanples of each material. Sanpling and
testing as determ ned appropriate will be performed by and at the expense
of the Governnment. |If cenment or pozzolan are to be obtained fromnore than

one source, the notification shall state the estinmated anount of cement or
pozzol an to be obtained from each source and the proposed schedul e of

shi pnents. Wen pozzol an other than fly ash is used, it shall be from one
sour ce.

.5.1.3 Materials for M xture-Proportioning Studies

EE R R R I R S I R R I I O R R R R O S R R R R R R I I O R R I

NOTE: Contact the Engi neer Research and Devel opnment
Center, 3909 Halls Ferry Road, Vicksburg,

M ssi ssi ppi 39180-6199, ATTN. CEERD-SCto fill in
the blanks. At the end of the follow ng table,
insert other cenentitious materials, including
silica fume, as appropriate.

Rk bk bk R IR R R Sk O O e S R S AR Rk R R Rk I ok O kI R R I O b I R

At least [ ] days in advance of the time when placing of concrete is
expected to begin, sanples of representative materials proposed for this
project and neeting all the requirenents of this specification shall be
delivered to [__ ] by the Contractor at its expense. Sanples of
aggregates shall be taken under the supervision of the Contracting Oficer
in accordance with COE CRD-C 100, acconpani ed by test reports indicating
conformance with grading and quality requirenents hereinafter specified.
Sanpl es of materials other than aggregates shall be representative of those
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proposed for the project and shall be subnitted acconpani ed by
manuf acturer's test reports indicating conpliance with applicable specified
requirenents. Quantities of materials required shall be as follows:

MATERI AL QUANTI TY

[ 150 nm nom nal maxi mum si ze coarse aggregate [ 1 kd]
[ 75 mm nomi nal naxi mum si ze coarse aggregate [ 1 kd]
37.5 mm nomi nal maxi mum si ze coarse aggregate [ 1 ko
19 mm nomi nal maxi num si ze coarse aggregate [ 1 ko
Fi ne aggregate [ 1 ko
Cenent [ 1 kg
Pozzol ans [ ] e
Air-entraining adm xture [ 1 liters
O her admi xtures (each) [ 1 liters
[ 1] [ 10 ]

MATERI AL QUANTI TY
[6 inch nom nal maxi mum size coarse aggregate [ 1 pounds]
[3 inch nom nal maxi mum size coarse aggregate [ 1 pounds]
1-1/2 inch nom nal nmaxi num si ze coarse aggregate [ 1 pounds
3/4 inch nom nal naxinmum size coarse aggregate [ 1 pounds
Fi ne aggregate [ 1 pounds
Cenent [ 1 pounds
Pozzol ans [ ] cubic ft
Ai r-entraining adm xture [ 1 quarts
O her adm xtures (each) [ 1 gallons
[ 1] [ 10 ]
M xture-proportioning studies will be nmade by the Governnent at its expense.

.5.2 Construction Testing by the Governnent

.5.2.1 Ceneral

The Government will sanple and test cenentitious materials, adm xtures,
aggregates, and concrete during construction as considered appropriate to

determ ne conpliance with the specifications. Provide facilities and | abor
as may be necessary for procurenent of representative test sanples.
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Sanpl es of aggregates will be obtained at the point of batching in
accordance with COE CRD-C 100. Slunp and air content will be determ ned in
accordance with ASTM C 143/ C 143N and ASTM C 231, respectively, except the
poi nt of sanmpling will be as directed. Conpression test specinmens will be
nmade and | aboratory cured in accordance with ASTM C 31/C 31N and will be
tested in accordance with ASTM C 39/ C 39N

1.5.2.2 Testing Aggregates

Testing perforned by the Governnent will not relieve the Contractor of its
responsibility for testing as appropriate for quality control. During
construction, aggregates will be sanpled for acceptance testing as
delivered to the mixer to determnine conpliance with specification

provi sions. Provide necessary facilities and | abor for the ready
procurenent of representative sanples under Contracting O ficer

supervi sion. The Governnment will test such sanples at its expense using
appropriate COE CRD-C and ASTM net hods.

1.5.2.3 Cenentitious Materials

Furni sh cenent or pozzolan or both froma prequalified source or, if not,
it (they) will be sanpled at the m ||, shipping point, or site of the work
by the Contracting Office. A list of prequalified cement sources and
prequal i fi ed pozzol an sources is available fromthe Director, US. Arny
Cor ps of Engi neers, Engi neer Research and Devel opnent Center - Structures
Laboratory, 3909 Halls Ferry Road, Vicksburg, M5 39180-6199, ATTN:
CEERD-SC. If tests prove that a material which has been delivered is
unsatisfactory, it shall be pronmptly renoved fromthe site of the work.
Cenentitious materials that have not been used within 6 nonths after being
tested will be retested by the Governnent at the expense of the Contractor
when directed.

1.5.2.4 Cenment from Prequalified Sources

Cenent shall be delivered and used directly froma m |l of a producer
designated as a prequalified source for the type of cenment being used.
Sanpl es of cement for quality-assurance testing will be taken at the
project site or cement-producing plant by the Contracting O ficer for
testing at the expense of the Government. A copy of the mll tests from
the cenent nmanufacturer shall be furnished to the Contracting O ficer for
each | ot.

1.5.2.5 Pozzol an from Prequal i fied Sources

Pozzol an shall be delivered and used directly froma producer designated as
a prequalified source. Sanples of pozzolan for check testing will be taken
at the project site by the Contracting Officer for testing at the expense
of the Government. A copy of the test results fromthe pozzol an

manuf acturer shall be furnished to the Contracting Officer for each lot.

1.5.2.6 Cenent from Nonprequalified Sources

EE R R R S I R I R R I R S R I R R R S R I R I R R R R R S R R R O

NOTE: The Contractor's expense rate for excess
testing of cement and pozzol an by the Governnent can
be obtained fromthe Structures Laboratory, U S.
Arny Engi neer Wt erways Experinment Station
(CEVEES- SC- MP), 3909 Halls Ferry Road, Vicksburg, M
39180- 6199.
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Cenent, if not froma prequalified source, will be sanpled and tested by or
under the supervision of the Contracting Oficer and at Gover nnent

expense. No cenment shall be used until notice has been given by the
Contracting Officer that test results are satisfactory. |In the event of
failure, the cement may be resanpled and tested at the request of the
Contractor and at the Contractor's expense. Wen the point of sanpling is
other than at the site of the work, the fill gate or gates of the sanpled
bin will be sealed and kept sealed until shipnent fromthe bin has been
conpleted. The fill gate or gates of conveyances used in shipment will be
seal ed by or under the supervision of the Contracting Oficer. Conveyances
will not be accepted at the site of the work unless received with all seals
intact. |If tested cement is rehandl ed at transfer points, the extra cost
of inspection will be at the Contractor's expense. The cost of testing
cenment excess to project requirenents will also be at the Contractor's
expense and wi |l be deducted from paynents due the Contractor at a rate of
[ ] dollars per test.

.5.2.7 Pozzol an from Nonprequal i fi ed Sources

Pozzol an, if not froma prequalified source, will be sanpled at the source
or at the site of the work and will be stored in seal ed bins pending
conpl eti on of acceptance tests. Pozzolan may be resanpled at the site when
determ ned necessary. All sanpling and testing will be performed by and at
the expense of the Government. Release for shipnment and approval for use
wi |l be based on conpliance with seven day |ine-pozzolan strength

requi renents and ot her physical, chemcal, and uniformty requirenents for
which tests can be conpleted by the tinme the seven day |inme-pozzol an
strength test is conpleted. Release for shipnent and approval for use on
this basis will be contingent on continuing conpliance with the other
requirenents of the specifications. |If test results of a bin fail, the
contents may be resanpled and tested at the Contractor's expense. The
Government will supervise or performthe unsealing and resealing of bhins
and shi ppi ng conveyances. |If tested pozzolan is rehandl ed at transfer
points, the extra cost of inspection will be at the Contractor's expense.
The cost of testing excess pozzolan in excess of project requirements wll
be at the Contractor's expense at a rate of [__ ] dollars per test. The
amount will be deducted from paynment to the Contractor.

.5.2.8 [ G ound Granul ated Bl ast - Furnace Sl ag

EE R R R I R S I R R I I O R R R R O S R R R R R R I I O R R I

NOTE: |If any other cenmentitious materials,
including silica funme, are to be allowed, an
addi ti onal paragraph should be added simlar to this
paragraph, with the nane of the cenentitious
material substituted for "G ound G anul at ed

Bl ast - Furnace Sl ag".

Rk bk bk R IR R R Sk O O e S R S AR Rk R R Rk I ok O kI R R I O b I R

Ground granul ated bl ast-furnace slag will be sanpled and tests at the m |l
or shipping point by and at the expense of the Governnent to determ ne that
the material neets the requirenents of the specification under which it is
furni shed. No ground granul ated bl ast-furnace slag shall be used unti

noti ce of acceptance has been given by the Contracting Oficer. G ound
granul ated bl ast-furnace slag will be subject to check testing from sanples
obtained at the project site, as schedul ed, and such sanpling will be by or
under the supervision of the Contracting Oficer and at Gover nnent
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expense. Material not neeting specifications shall be pronptly renoved
fromthe site of work.]

.5.2.9 Chem cal Admi xtures

Provide satisfactory facilities for ready procurenent of adequate test
samples. Al sanpling and testing of a chem cal adm xture will be by and
at the expense of the Governnent. Tests will be conducted using sanpl es of
materi al s proposed for the project.

.6 DELI VERY, STORAGE, AND HANDLI NG
.6.1 Cenentitious Materials
.6.1.1 Transportation

When bul k cenent, pozzolan, dry silica fume, or ground granul ated

bl ast-furnace slag is not unloaded fromprimary carriers directly into
weat her-ti ght hoppers at the batching plant, transportation fromthe
railhead, mll, or internmedi ate storage to the batching plant shall be
acconpl i shed i n adequately designed weather-tight trucks, conveyors, or
other neans that will protect the material from exposure to noisture.
Transportation facilities for dry bulk silica fune shall be approved in
advance.

.6.1.2 St or age

Cenentitious materials shall be furnished in bulk except that cenent used
for finishing and patching nay be packaged, and silica fume may be packaged
or inslurry form |Imediately upon receipt at the site of the work, all
cementitious materials, shall be stored in separate dry, weather-tight, and
properly ventilated structures. All storage facilities shall permt easy
access for inspection and identification. Sufficient materials shall be in
storage to conplete any lift of concrete started. 1In order that cenment may
not becone unduly aged after delivery, use any cenent that has been stored
at the site for 60 days or nore before using cement of |esser age. Silica
fume in slurry formthat has been in storage at the project site for |onger
than recomrended by the nmanufacturer or that has been subjected to freezing
shall not be used in the work and shall be renoved fromthe site.

.6.1.3 Separation of Materials

Separate facilities shall be provided for unloading, transporting, and
handl i ng each cementitious material. Separate appropriate storage
facilities shall be provided for each type of cenment and each source of
pozzol an, dry bulk silica fune, or slag. The contents of each storage
facility shall be plainly marked with a | arge permanent sign posted near
the | oading port.

.6.2 Aggr egat es Storage

Fi ne aggregate and each size of coarse aggregate shall be stored in
separate size groups adjacent to the batch plant and in such a manner as to
prevent the interm ngling of size groups or the inclusion of foreign
materials in the concrete. Sufficient fine and coarse aggregate shall be
mai ntai ned at the site at all times to pernit continuous placenment and
completion of any lift of concrete started.
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PART 2 PRODUCTS
2.1 MATERI ALS

2.1.1 Cenentitious Materials

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: See the appropriate concrete aggregates design
menor andum or thermal study to sel ect the proper
requirenents for cenentitious materials options
pozzol an, and silica fune.

EE R R R S I R I R I R I O I R R R I R S R R I R R R R R S R R R

2.1.1.1 Portl and Cenent

Portl and cenment shall conformto ASTM C 150/ C 150V, Type [___ ],

[l owal kali when used with aggregates listed to require it in paragraph
COMMERCI AL CONCRETE AGGREGATE SOURCES bel ow, or when directed if a
nonlisted source is permtted.] [including the heat of hydration
requirenent at 7 days] [including false-set requirenent]. [In lieu of

| owal kali cenent, the Contractor may use a conbi nation of portland cenent
that does not nmeet the lowalkali requirement with a pozzolan or slag
provided the following requirenent is net. The expansion of the proposed
conbi nation shall be equal to or |ess than the expansion of a | ow al kal
cement neeting the requirenments of this paragraph when tested in genera
conformance with ASTM C 441. The expansion tests shall be run concurrently
at an independent | aboratory that is nationally recognized to perform such
tests. The Governnment reserves the right to confirmthe test results and
to adjust the percentage of pozzolan or slag in the conbination to suit
other requirenments.] [Wite portland cenent shall neet these requirenents
except that it may be Type I, Type Il, or Type IIl [lowalkali].] [Type
1l may be used only in specific areas of the structure, when approved in
witing.]

2.1.1.2 [ Pozzolan Qther than Silica Fune

Pozzol an other than silica fume shall conformto ASTM C 618, Cass [___ ],
and, in addition, limts in Table 2A, Unifornmity Requirements (for
entrained air) shall apply to all fly ash. [Table 1A, Suppl enentary
Optional Chem cal Requirenent for Maxi mum Al kal i es, shall apply when used
with aggregates listed to require |owal kali cenent].]

2.1.1.3 [ G ound G anul ated Bl ast-Furnace Sl ag

Ground granul ated bl ast-furnace slag shall conformto ASTM C 989, G ade

2.1.1.4 [Silica Fune

Rk bk bk R IR R R Sk O O e S R S AR Rk R R Rk I ok O kI R R I O b I R

NOTE: Optional Table 2 in ASTM C 1240 shall be

i ncl uded when used with aggregates listed to require
lowal kali cenment. Qher requirenents in Table 4
may be specified if necessary. Refer EM 1110-2-2000

for guidance
EE SRR I Sk S I I S I S I O R R R Rk I S Sk S I I R R Ik S S I S R Sk I S O

Silica fume may be furnished as a dry, densified material or as a slurry.
Silica fune, unprocessed, or before processing into a slurry or a densified
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material, shall conformto ASTM C 1240 with [Table 2 and] the Specific
Surface Area and Uniformty Requirements in Table 4 invoked. Provide the
services of a manufacturer's technical representative, experienced in

m xture proportioning, placenent procedures, and curing of concrete
containing silica fume. The manufacturer's representative shall be
avai l abl e for consultation by both the Contractor and the Contracting

of ficer during m xture proportioning, planning, and production of
silica-fune concrete and shall be onsite imediately prior to and during at
| east the first placenent of concrete containing silica fume, and at other
times if directed.]

.1.1.5 Tenperature of Cenentitious Materials

The tenperature of the cenmentitious materials as delivered to the site
shal | not exceed 65 degrees C 150 degrees F

1.2 Adm xt ures

Al'l chemical adm xtures furnished as liquids shall be in a solution of
suitable viscosity for field use as determ ned by the Contracting Oficer.

.1.2.1 Air-Entraining Adm xtures

The air-entraining adm xture shall conformto ASTM C 260 and shal
consistently entrain air in the specified ranges under field conditions.

.1.2.2 [ Accel erating Adm xture

Cal cium chloride shall not be used. Accelerators shall neet the
requi rements of ASTM C 494/ C 494N, Type C [(or Type BE)].]

.1.2.3 [ Retardi ng Admi xture

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: A retardi ng adm xture should not be used
where high early strength is desirable so that form
stripping may proceed expeditiously. Before listing
items consult the concrete materials design
menorandum to determnmi ne areas where retarders may be
necessary.

EE R R R S I R R R O I R R R R R S R R I R R R S R R S R R

A retarding adm xture shall neet the requirenents of ASTM C 494/ C 494,
Type B, or D, except that the 6-nonth and 1-year conpressive strength tests
are wai ved. The admi xture may be added to the concrete m xture only when
approved[, except for the follow ng structural itens where a retarding

adm xture shall not be used: [_ ]]. Use of Type D shall not be the
reason to reduce the cenentitious material content unless used in mxture
proportioning studies.]

.1.2.4 [ WAt er - Reduci ng Adm xture

A wat er-reduci ng adm xture shall neet the requirenments of ASTM C 494/ C 494N
Type A [or D], except that the 6-nonth and 1-year conpressive strength
tests are waived. The adm xture nay be added to the concrete mxture only
when its use is approved or directed and after m xture proportioning

st udi es. ]
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2.1.2.5 [ H gh- Range WAt er - Reduci ng Admi xture (HRWRA)

Hi gh-range wat er-reduci ng adm xture shall neet the requirements of

ASTM C 494/ C 494N, Type F [or G, except the 6-nonth and 1-year strength
requi renents shall be waived. The adm xture may be used only after mixture
proportioning studi es and when approved.] [Provide the services of a

manuf acturer's technical representative experienced in nixture
proportioni ng and pl acenent procedures of concrete containing HRWRA. The
techni cal representative shall be available for consultation during mxture
proportioning and shall be on-site for the first placenent of concrete
cont ai ni ng HRWRA. ]

2.1.2.6 [ Expansi ve Admi xture

Rk Ik kb I IR R R I kO e S R R ARk Rk R Rk O ok O O kR SRR I b R R R o

NOTE: Del ete this paragraph and paragraph BLOCK- QUT
CONCRETE in Part 3 if block-out concrete is not used.

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

Expansi ve adm xture used in bl ock-out concrete shall conformto ASTM C 937.]

2.1.3 Curing Materials
2.1.3.1 [ Sheet Materials

Sheet curing materials shall conformto ASTM C 171, type optional, except
pol yet hyl ene sheet shall not be used.]

2.1.3.2 Menbr ane- Form ng Curing Conpound

Menbr ane-form ng curing conpound shall conformto ASTM C 309, Type 1D or 2
except a styrene acrylate or chlorinated rubber conpound neeting ASTM C 309,
Class B, requirenments may be used for surfaces that are to be painted or
are to recei ve subsequent coatings, or floors that are to receive adhesive
applications of resilient flooring. The curing conmpound sel ected shall be
conpatible with any subsequent paint, roofing, coating, or flooring
speci fi ed.

2.1.3.3 Bur | ap

Burlap for curing purposes shall conformto AASHTO M 182.

2.1. 4 Wat er

Water for washi ng aggregates and for mixing and curing concrete shall be
free frominjurious anmounts of oil, acid, salt, alkali, organic matter, or
ot her del eterious substances and shall conmply with COE CRD-C 400.

2.1.5 Aggr egat es

Rk Ik kR R IR R R Sk S ke S O R AR Rk R R Rk O o O O R R R IR R I S b I Rk o

NOTE: See the concrete materials design nenorandum
to sel ect the aggregate conposition options.

This note nmay be di sregarded for regions where
Al kali-Silica Reactivity (ASR) is not a concern
Some aggregate sources may exhibit an ASR
potential. ASR is a potentially deleterious
reaction between alkalis present in concrete and
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sonme siliceous aggregates, reference EM 1110-2-2000
par agraph 2-3b(6) and appendix D. Use of
cementitious materials neeting the | ow al kal

requi renent may be effective in sone applications,
and insufficient in others. |n regions where

i mposi ng the I ow al kali requirenent has not been
effective in controlling ASR, additional effort for
eval uation and nmitigation may be required. In which
case, the alternate procedures to proportion
cenentitious materials to neet the | ow al kal
requirenent in paragraph 2.1.1.1 Portland Cenent
shoul d not be used with the foll owi ng requirenents.
Where ASR is known or suspected to pose a concern
for concrete durability, it is reconmended that
aggregat es proposed for use in concrete be eval uated
to determ ne ASR potential and an effective
mtigation. EM 1110-2-2000, provides
recomendations for evaluating and mtigating ASR in
concrete m xtures. Aggregate eval uations nmay not be
practical for projects requiring small quantities of
concrete (less than 250 cubic yards).

Section 32 13 11 CONCRETE PAVEMENT FOR Al RFI ELDS AND
OTHER HEAVY- DUTY PAVEMENTS MORE THAN 10, 000 CUBIC
YARDS, paragraph 2.2.1.2 Alkali-Silica Reactivity,
provi des a specification nethod for the Contractor
to evaluate and mtigate ASR in concrete m xtures.
The expansion limts specified in Section 32 13 11
are requirements for pavenents and exterior slab
construction. For structural concrete applications
t he nmeasured expansion shall be less than 0.10

percent. It may not be economical or practical to
specify different test Iinmit requirenents for use on
the sane project. 1In which case the lower linit

required by the application should be used.

The designer may use the specification nethod in
UFGS Section 32 13 11 by incorporating the rel evant
paragraphs into this specification, or may use the
followi ng requirenents (retain either the 0.10 or
the 0.08 percent expansion limts as appropriate)
included in the set of brackets highlighted thus

Rk Ik kR IR R R O kO e O O I A Rk R R O Rk Ik I kS O O R R o

2.1.5.1 Aggr egat e Conposition

[ Fine aggregate shall consist of natural sand, nmanufactured sand, or a
conbi nati on of natural and manufactured sands. Coarse aggregate shal
consi st of gravel, crushed gravel, crushed stone, air-cooled bl ast-furnace
slag, or a conbination thereof.] "[Fine and coarse aggregates proposed for
use in concrete shall be tested and eval uated for al kali-aggregate
reactivity in accordance with ASTM C 1260. The fine and coarse aggregates
shal | be eval uated separately and in conbination, which matches the
Contractor's proposed m x design proportioning. Al results of the
separate and combi nation testing shall have a measured expansion | ess than
0.10 (0.08) percent at 16 days after casting. Should the test data

i ndi cate an expansion of 0.10 (0.08) percent or greater, the aggregate(s)
shall be rejected or additional testing using ASTM C 1260 and ASTM C 1567
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shal | be performed. The additional testing using ASTM C 1260 and

ASTM C 1567 shall be performed using the |ow al kali portland cenent in
combi nation with ground granul ated bl ast furnace (G3BF) slag, or Cass F
fly ash. G&BF slag shall be used in the range of 40 to 50 percent of the
total cenentitious naterial by mass. Class F fly ash shall be used in the
range of 25 to 40 percent of the total cenentitious material by nass.]"

2.1.5.2 Quality of Aggregates

IR R R R E R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREREEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTES: The tests selected should be those which are
applicable to the concrete to be used in the
project. These tests may include those in the
following list in addition to others not |isted.

See EM 1110-2-2000 for schedul e of tests.

A list of properties and test values are unique to
each project and should be taken fromthe concrete
mat eri al s desi gn menorandum Delete the quality
tests not required in the design menorandum

The petrographic exani nation shall be used to
identify del eterious substances in aggregates.
Del et eri ous substances shall be listed individually

with respective linits.
EE SRR I Sk S S I S I S S R R R Rk I I S kS I Sk S R R Rk S S I S O Sk I I R I

Aggregates delivered to the mxer shall nmeet the follow ng requirenents:

TEST LIMTS
PROPERTY FI NE AGGREGATE COARSE AGGREGATE TESTS
[ Specific Gavity [ ] [ ] ASTM C 127
ASTM C 128]
[ Absor ption [ ] [ ] ASTM C 127
ASTM C 128]
[Durability Factor [ ] [ ] CCE CRD-C 114
using, (Procedure A ASTM C 666/ C 666MN]
[Cay Lunps and [ ] [ ] ASTM C 142]
Friable Particles
[ Material Finer [ ] [ ] ASTM C 117]
than 75-pum
(No. 200) Sieve
[Organic No. 3 max. Not ASTM C 40
I mpurities | ess than 95 Percent ASTM C 87]
Test Limts
[L. A Abrasion [ ] [ ] ASTM C 40
ASTM C 87]
[ Soft Particles [ ] [ ] CCE CRD-C 130]
[ Pet rographi c Li st unwant ed [ ] ASTM C 295]

Exam nati on del et eri ous
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TEST LIMTS
PROPERTY FI NE AGGREGATE COARSE AGGREGATE TESTS

materi al s and
their limts

[Chert, less than [ ] [ ] ASTM C 123]
2.40 specific

gravity

[ Coal and Lignite, [ ] [ ] ASTM C 123]

| ess than 2.00
specific gravity

2.1.5.3 Gradi ng

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTES: The Designer should invoke the optiona
requirenent limting the amount of naterial passing
the 75-pum (No. 200) sieve when manufactured sand is
specified and may i nvoke the option when natura
sand is specified. |If the limtation is invoked
here, it nmust be listed for fine aggregate in

par agr aph AGGREGATES above.

See the concrete materials design nmenorandum for the
approved gradi ngs. Delete gradings not required.

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREEEEREEEEEEEEEEREEEREEEEEEREEEEEEESES

a. Fine Aggregate - The grading of the fine aggregate as delivered to
the m xers shall be such that the individual percent retained on any
sieve shall not vary nmore than 3 percent fromthe percent retained on
that sieve in a fixed grading selected by the Contractor with the
approval of the Contracting Oficer. The fixed grading may be sel ected
at the start of concrete placenent and based upon 30 days fine
aggregate production or selected after the first 30 days of concrete

pl acenent. The m ni mum i ndi vi dual percent retained on the 2.36 mm ( No.
8) sieve shall be 5 percent and on all smaller sieves[, except the 75
pm (No. 200),] shall be 10 percent. 1In addition to the grading limts,
the fine aggregate, as delivered to the m xer, shall have a fineness
nodul us of not |ess than 2.25 nor nore than 2.85. The grading of the
fine aggregate shall also be controlled so that the fineness nodul
groups (average of the current test and the previous two tests) of the
fine aggregate as delivered to the m xer shall not vary nore than 0.10
fromthe target fineness nmodulus of the fixed grading selected by the
Contractor and approved by the Contracting Officer. The range of each
group shall not exceed 0.20. The fineness nodul us shall be determ ned
in accordance with COE CRD-C 104. At the option of the Contractor

fine aggregate may be separated into two or nore sizes or
classifications, but the uniformty of grading of the separate sizes
shall be controlled so that they may be conbi ned throughout the job in
fixed proportions established during the first 30 days of concrete

pl acenent. The selected fixed grading shall be within the follow ng
limts, except any individual test result may be outside these limts
if within the allowable 3 percent variation fromthe sel ected grading.
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U. S. STANDARD PERM SSI BLE LIM TS

S| EVE DESI GNATI ON PERCENT BY VEI GHT, PASSI NG
9.5-mm (3/8-in.) 100

4.75-mm (No. 4) 95 - 100

2.36-mm (No. 8) 80 - 95

1.18-mm (No. 16) 60 - 80
600- um (No. 30) 35 - 60
300- um (No. 50) 15 - 30
150- pm (No. 100) 5- 10
[ 75- um (No. 200) 0 - 5]

b. Coarse Aggregate - The coarse aggregate shall be rescreened just
prior to delivery to the concrete batch plant bins. The grading of the
coarse aggregate within the separate size groups shall conformto the
follow ng requirenents as delivered to the m xer

PERCENT BY VEI GHT PASSI NG | NDI VI DUAL SI EVES

4.75 to 19.0 nmto [37.5 mmto [75 mmto
19.0 mm 37.5 mm 75 mm 150 mm
U S. STANDARD (No. 4 to (3/4 inch to (1-1/2 inch (3 inch to
SI EVE DESI GNATI ON 3/4 inch) 1-1/2 inch.) to 3 inch)] 6 inch)]
175 mm (7 inch) 100
150 nm (6 inch) 90 - 100
100 nm (4 inch) 100 20 - 55
75 mm (3 inch) 90 - 100 0 - 15
50 mm (2 inch) 100 20 - 55 0-5
37.5 mm (1-1/2 inch) 90 - 100 0 - 10
25.0 mm (1 inch) 100 20 - 45 0-5
19.0 mm (3/4 inch) 90 - 100 0 - 10
9.50 mm (3/8 inch) 20 - 55 0-5
4.75 mm (No. 4) 0 - 10
2.36 mm (No. 8) 0-5

.1.5.4 Particl e Shape

The quantity of flat and el ongated particles in the separate size groups of
coarse aggregate, as determned by ASTM D 4791, using a value of 3 for

wi dt h-t hi ckness ratio and length-width ratio shall not exceed 25 percent in
any size group.

.1.5.5 Nom nal Maxi mum Si ze of Aggregate

The nom nal maxi mum si ze of coarse aggregate to be used in the various
parts of the work shall be in accordance with the follow ng tabul ation
except as directed. The NMSA nay be changed for sections requiring a
special quality of concrete as directed.

Rk b Sk Sk R IR Rk O S I S I R R R SRR Sk Sk S S O R Rk Ik I kS S R R SRk Sk o

NOTE: The following table to be used with SI units.

R R R R I R I R R R R R I R I R I R R I R R R R I R R R I R R I

NOM NAL MAXI MUM- SI ZE
FEATURES AGCREGATE

Sections 190 mmor less in width or
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NOM NAL MAXI MUM- SI ZE
FEATURES AGCREGATE

slabs 100 mmor less in thickness or any
section with a clear distance between reinforcenent
less than 55 MM ... ... 19 mMm

Sections over 190 mm or sl abs at | east

100 mmin thickness. However, this size shal

not be used in any section in which the clear

di stance between reinforcenent is | ess than

D M L e 40 nmm

[ Unreinforced sections over 300 mmin wdth

and reinforced sections over 450 mmin width

or slabs 255 mmor greater in thickness.

However, this size shall not be used in any section

in which the clear distance between reinforcing

bars is less than 115 mm . ... ... .. . ... 75 mMm

[ Massi ve sections exceeding 1.8 min wdth

and sl abs 600 nmmin thickness, in which

the cl ear distance between reinforcing bars

is at least 225 MM .. ... . 150 mi

IR R R SRR RS EEEEEREEEEEEEEEREEEEREEEREEEEEEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: The following table to be used with IP units.

EE R R R S I R I R I R I R I R R R R S R R I R I R R S R R R R O

NOM NAL MAXI MUM- SI ZE
FEATURES AGCREGATE

Sections 7-1/2 in. or less in width or

slabs 4 in. or less in thickness or any

section with a clear distance between reinforcenent

less than 2-1/4 i N. ... .. 3/4 in.

Sections over 7-1/2 in. or slabs at |east

4 in. in thickness. However, this size shal

not be used in any section in which the clear

di st ance between reinforcenent is |l ess than

2-11 4 TN, 1-1/2 in.

[ Unrei nforced sections over 12 in. in width

and reinforced sections over 18 in. in width

or slabs 10 in. or greater in thickness.

However, this size shall not be used in any section

in which the clear distance between reinforcing

bars is less than 4-1/2 in. ... .. . . . i 3in.]

[ Massi ve sections exceeding 6 ft in width

and slabs 24 in. in thickness, in which

the cl ear distance between reinforcing bars

is at least 9 INn. ... .. 6 in.]
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2.1.5.6 Moi st ure Cont ent

The fine aggregate shall not be placed in bins at the batch plant until it
isin a stable state of moisture content. A stable moisture content shal
be reached when the variation in the percent of total nobisture tested in
accordance with ASTM C 566 and when sanpled at the sane location will not
be nore than 0.5 percent during 1 hour of the 2 hours prior to placing the
material in the batch plant bins and the variation in noisture content when
sampl ed at the sane | ocation shall not be nore than 2.0 percent during the
| ast 8 hour period that the aggregate remmins in the stockpile. The coarse
aggregate shall be delivered to the mixers with the |east anmount of free
noi sture and the least variation in free noisture practicable under the job
conditions. Under no conditions shall the coarse aggregate be delivered to
the m xer "dripping wet".

2.1.5.7 [ Comrerci al Concrete Aggregate Sources

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

NOTE: The list of sources and required tests will be
taken fromthe concrete nmaterials design nmenorandum

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R

Concrete aggregates nay be furnished fromany source capable of neeting the
quality requirements stated in paragraph AGGREGATES above. The follow ng
sources were evaluated during the design phase of the project in[__ ]
and were found at that tine capable of meeting the quality requirenents
when suitably processed. No guarantee is given or inplied that any of the
following listed sources are currently capable of produci ng aggregates that
neet the required quality stated above. A Design Menorandum contai ni ng the
results of the Governnent investigation and test results is available for
reviewinthe [ ] District Ofice. Contact [__
arrange for review of the menorandum The test results and concl usi ons
shal |l be considered valid only for the sample tested and shall not be taken
as an indication of the quality of all material froma source nor for the
anount of processing required.

a. List of Sources

FI NE AGGREGATE:

F1: [ 1 [1/]
F2: [ 1]
F3: [ 1]

[1/ Lowalkali cenent or the approved alternate nust be used with
t hese sources. ]

COARSE AGCREGATE:

Cl: | 1 [1/]
c: [ 1]
C3: [ 1]

[1/ Lowalkali cenent or the approved alternate nust be used with
t hese sources. ]

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: The concrete materials design nenorandumw | |
list those sources requiring | owal kali cenent,
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whi ch nust be noted herein.

Rk bk kR IR R R Ik O O S S R AR Rk R R Rk O o O R Rk O R R R b I Rk o

b. Selection of Source - After the award of the contract, designate in
witing only one source or conbination of sources from which the
Contractor proposes to furnish aggregates. |If the Contractor proposes
to furni sh aggregates froma source or sources not listed in
subparagraph "a.", LIST OF SOURCES, above, designhate only a single
source or single conbination of sources for aggregates. Regardl ess of
t he source selected, sanples for quality-assurance testing shall be
provi ded as required by paragraphs GOVERNVENT PRECONSTRUCTI ON TESTI NG
and MATERI ALS FOR M XTURE- PROPORTI ONI NG STUDIES IN part 1. |If a source
for coarse or fine aggregate so designated by the Contractor does not
nmeet the quality requirements stated above, do not submt for approva
ot her sources but furnish the coarse or fine aggregate, as the case may
be, fromone or a conbination of the sources |listed at no additiona
cost to the Government].

2.1.5.8 [ Gover nnent Furni shed Concrete Aggregate Source

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R

NOTE: The Specification Witer should ascertain
that restoration of the pit or quarry site is
speci fi ed under other sections.

EZE IR R R S I R R I I O R R R Ok S R R I R R R I O R O O

a. Location - The deposits are [owned] [controlled] by the Government
and are nade available to the Contractor free of charge for production
of aggregate required under this contract. Wthin the designated area,
an adequate supply of material is available fromwhich concrete
aggregate neeting the requirement of these specifications can be
produced with suitable processing. The Government guarantees that a
sufficient amount of material of suitable quality for production of al
of the concrete aggregate required is available within the deposit and
that concrete aggregates of suitable quality can be produced with a
properly designed and operated plant [w thout hand-picking or simlar
operations]. However, the anmpunt of work involved or the anount of
unsatisfactory materials required to be wasted to produce a sufficient
gquantity of suitable concrete aggregate shall be the responsibility of
the Contractor, and the Governnent shall not be held liable for costs
resulting fromsuch work or waste. Produce the concrete aggregate from
the followi ng sites as shown:

QUARRY SITE  BAR TERRACE ~ COORDI NATES DI ST. AND DI RECTI ON
G| ] [ 1 ] G G
@ [ ] [ 1 ] 1] [ 1
& [ [ 1 ] 1 [ 1

b. Explorations - The deposits |isted have been explored by the
Governnent to determine the character and extent of the materials
avai |l able. The locations of the explorations are shown in the contract
drawi ngs. The logs of the exploratory holes are also shown in the
drawi ngs. Sanples of materials secured are available for inspection at
]. The results of explorations are furnished for informtion
only. These data are the result of Iimted explorations and tests
conducted by and for the Government and are accurate to the extent of
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the scope of the investigations conducted. The Governnent will not be
responsi bl e for any deduction, interpretation, or conclusion drawn
therefrom by the Contractor.]

2.1.6 Nonshri nk G out

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: G ade of nonshrink grout will be specified
based on the application, exposure conditions, and
manuf acturer's reconmmendati on.

EE R R R S I R R I R I R S R R R R O S R R R I R I R R S R R R R R O

Nonshrink grout for use in setting base plates and machinery shall conform
to ASTM C 1107/ C 1107V, Grade [__ ], and shall be a comerci al
formul ation suitable for the application proposed.

2.1.7 Packaged Dry Repair Mterials

Packaged dry rapi d-hardening cenentitious materials for concrete repairs
shall be a commercial formulation conform ng to ASTM C 928/ C 928N requiring
only the addition of water.

2.1.8 Bondi ng Agents
Bondi ng agents shall meet the foll owing requirenents.
2.1.8.1 Lat ex Bondi ng Agent

Latex agents for bonding fresh to hardened concrete shall conformto
ASTM C 1059/ C 1059V, Type I1.

2.1.8.2 Epoxy Resin

Epoxy resins for use in repairs shall conformto ASTM C 881/ C 881N, Type V,
Gade | or II.

2.1.9 Surface Retarder
Surface retarder shall conformto COE CRD-C 94.

2.2 PLANT AND EQUI PMENT

EE R R R I R S I R R I I O R R R R O S R R R R R R I I O R R I

NOTE: See the concrete materials design menorandum
or EM 1110-2-2000 for the plant size requirenents.

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

The batching, m xing, conveying, and placing systens shall have a capacity
of at |east | ] cubic neters yards per hour.

2.2.1 Bat ch Pl ant

EE R R R S I R I R R I R S R I R R R S R I R I R R R R R S R R R O

NOTE: See EM 1110-2-2000, and the concrete
mat eri al s desi gn nmenorandum for sel ection of
automatic or sem automatic plant.

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

Batch plant shall neet the follow ng requirenents:
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2.

2.

2.2 Locati on

The concrete plant [shall] [may] be |l ocated at the site of the work in the
general area indicated on the drawings, [or may be |ocated offsite].

.2.3 Bins and Sil os

Separate bins, conpartnments, or silos shall be provided for each size or
classification of aggregate and for each of the cenentitious materials.

The conpartnents shall be of anple size and so constructed that the various
materials will be nmaintained separately under all working conditions. All
conmpartments containing bulk cement, pozzol an, ground granul ated

bl ast-furnace slag, or silica fume shall be separated from each other by a
free-draining air space. Al filling ports shall be clearly marked with a
permanent sign stating the contents.

2.4 Bat chi ng Equi prent
a. Batchers - Aggregate shall be weighed in separate wei gh batchers

with individual scales. Bulk cenent and/or other cenentitious
materials shall each be weighed on a separate scale in a separate wei gh

batcher. Water shall be nmeasured by weight or by volunme. |[|f neasured
by weight, it shall not be wei ghed cunul atively with anot her
ingredient. Ice shall be neasured separately by weight. Adm xtures

shal | be batched separately and shall be batched by wei ght or by vol une
in accordance with the manufacturer's reconmmendati ons.

b. Water Batcher - A suitable water-neasuring and batchi ng device
shal |l be provided that will be capabl e of measuring and batching the

m xing water within the specified tolerances for each batch. The
mechani sm for delivering water to the mxers shall be free from | eakage
when the valves are closed. The filling and di scharge val ves for the
wat er batcher shall be so interlocked that the di scharge val ve cannot
be opened before the filling valve is fully closed. Wen a water neter
is used, a suitable strainer shall be provided ahead of the netering
devi ce.

c. Adm xture Dispensers - A separate batcher or dispenser shall be
provi ded for each adm xture. Each plant shall be equipped with the
necessary calibration devices that will permt conveni ent checking of
t he accuracy of the dispensed volune of the particular adm xture. The
bat chi ng or di spensing devices shall be capable of repetitively
controlling the batching of the adm xtures to the accuracy specified.
Piping for liquid adm xtures shall be free fromleaks and properly

val ved to prevent backflow or siphoning. The dispensing system shal

i nclude a device or devices that will detect and indicate the presence
or absence of the adnixture or provide a conveni ent neans of visually
observing the admi xture in the process of being batched or di scharged.
Each system shall be capable of ready adjustnent to pernmit varying the
gquantity of adm xture to be batched. Each di spenser shall be
interlocked with the batching and di scharge operations so that each
adm xture is added separately to the batch in solution in a separate
portion of the mxing water or in fine aggregate in a manner to ensure
uni formdistribution of the adm xtures throughout the batch during the
required mxing period. Storage and handling of adm xtures shall be in
accordance with the nmanufacturers reconmendations.

d. Misture Control - The plant shall be capabl e of ready adjustnent
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to conmpensate for the varying noisture content of the aggregates and to
change the weights of the materials being batched. A npisture neter
conplying with the provisions of COE CRD-C 143shall be provided for
neasurenent of noisture in the fine aggregate. The sensing el enent
shal | be arranged so that the neasurenent is nade near the batcher
charging gate of the fine aggregate bin or in the fine aggregate

bat cher.

e. Scales - Adequate facilities shall be provided for the accurate
neasur enent and control of each of the nmaterials entering each batch of
concrete. The wei ghing equi pment and controls shall conformto the
applicable requirements of N ST HB 44, except that the accuracy shal
be within 0.2 percent of the scale capacity. Provide standard test
wei ghts and any other auxiliary equi pnent required for checking the
operating performance of each scale or other nmeasuring device. Tests
shall be nade at the frequency required in paragraph TESTS AND

I NSPECTIONS in PART 3, and in the presence of a Government quality
assurance representative. Each weighing unit shall include a visible
i ndicator that shall indicate the scale |oad at all stages of the

wei ghi ng operation and shall show the scale in balance at zero | oad.
The wei ghi ng equi prrent shall be arranged so that the concrete pl ant
operator can conveniently observe the indicators.

f. Operation and Accuracy - [The wei ghing operation of each nateria
shall start automatically when actuated by a single starter switch and
shall end automatically when the designated anbunt of each material has
been reached. These requirenents can be nmet by providing an autonatic
bat ching system as defined in NRMCA CPMB 100.] [The wei ghing operation
of each material shall start autonatically when actuated by one or nore
starter switches and shall end when the designated anount of each
materi al has been reached. These requirenments can be met by providing
a sem automatic or automatic batching system as defined by

NRMCA CPVB 100.] There shall be equipment to permit the selection of

[ ] preset m xes each by the novenent of not nore than two switches
or other control devices. Cumulative weighing will not be permtted.
The wei gh batchers shall be so constructed and arranged that the
sequence and tim ng of batcher discharge gates can be controlled to
produce a ribboning and m xi ng of the aggregates, water, adm xtures,
and cenmentitious materials as the materials pass through the charging
hopper into the mxer. The plant shall include provisions to
facilitate the inspection of all operations at all tines. Delivery of
materials fromthe batchi ng equi pnent shall be within the follow ng
l[imts of accuracy:

MATERI AL PERCENT
Cementitious materials ..................... - |
VAL er .. +1
Aggregate small er than
37.5 M 1-1/2 in SizZe ... + 2
Aggregate |arger than
37.5 My 1-1/2 in Size ... + 3
Chemical admixtures ......... ... ... ... . ... + 3
g. Interlocks - Batchers and m xers shall be interlocked so that:
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(1) The charging device of each batcher cannot be actuated unti

all scales have returned to zero balance within + 0.2 percent of
the scal e capacity and each volunetric device has reset to start

or has signaled enpty.

(2) The charging device of each batcher cannot be actuated if the
di scharge device is open

(3) The discharge device of each batcher cannot be actuated if
the chargi ng device is open

(4) The discharge device of each batcher cannot be actuated unti
the indicated material is within the allowabl e tol erances.

(5) One adnmixture is batched automatically with the water.

(6) Each additional adnixture is batched automatically with a
separate portion of the water or with the fine aggregate.

(7) The mxers cannot be discharged until the required m xing
time has el apsed.

Recorder - An accurate recorder or recorders shall be provided and
| conformto the follow ng detail ed requirenents:

(1) The recorder shall produce a graphical or digital record on a
single visible chart or tape of the weight or volune of each
material in the batchers at the conclusion of the batching cycle.
The record shall be produced prior to delivery of the nmaterials to
the m xer. After the batchers have been di scharged, the recorder
shall show the return to enpty condition

(2) A graphical recording or digital printout unit shall be
conpl etely housed in a single cabinet that shall be capabl e of
bei ng | ocked.

(3) The chart or tape shall be so marked that each batch may be
permanently identified and so that variations in batch weights of
each type of batch can be readily observed. The chart or tape
shal|l be easily interpreted in increments not exceeding 0.5
percent of each batch wei ght.

(4) The chart or tape shall show tine of day at intervals of not
nore than 15 mi nutes.

(5) The recorder chart or tape shall become the property of the
CGover nnent .

(6) The recorder shall be placed in a position convenient for
observation by the concrete plant operator and the Government
i nspector.

(7) The recorded wei ghts or vol unes when conpared to the weights
or volunes actually batched shall be accurate within = 2 percent.

Batch Counters - The plant shall include devices for automatically

ting the total nunber of batches of all concrete batched and the
er of batches of each preset m xture.
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j. Rescreening Plant - A rescreening plant shall be |ocated, arranged,
and operated in a manner that all coarse aggregate will be routed
through the plant and that its operation will ensure delivery to the

m xers of graded coarse aggregate free from excessive variation and
conforming to the size groups and gradi ng of paragraph AGGREGATES above
and wi th noisture content conformng to the provisions of paragraph

MO STURE CONTENT above. Coarse aggregate may be rescreened and
delivered to the batch plant bins one size group at a tine or two or
nore adj acent size groups at a tine. Simultaneous rescreening of
nonadj acent size groups is not permtted. Al material passing the
bottom screen of the snallest size of coarse aggregate being screened
shal | be wast ed.

k. Washing Plant - Al coarse aggregates shall be washed i medi ately
prior to entering the rescreening plant. The rewashing plant shal
contai n adequate water nozzles and vibrating screens to renove foreign
materials and coatings fromaggregate particles. Water used for
washi ng shall neet the requirenments of paragraph WATER above.

. Trial Operation - Not less than 7 days prior to comrencenent of
concrete placing, a test of the batching and m xi ng plant shall be nade
in the presence of the Contracting Oficer to check operationa
adequacy. The nunber of full-scale concrete batches required to be
produced in trial runs shall be as directed, will not exceed 20, and
shal |l be proportioned as directed. All concrete produced in these
tests shall be wasted or used for purposes other than inclusion in
structures covered by this specification. Al deficiencies found in

pl ant operation shall be corrected prior to the start of concrete

pl aci ng operations. No separate paynent will be nade to the Contractor
for labor or materials required by provisions of this paragraph

Notify the Contracting Officer of the trial operation not |less than 7
days prior to the start of the trial operation.

m Protection - The weighing, indicating, recording, and contro

equi prent shall be protected agai nst exposure to dust, noisture, and
vibration so that there is no interference with proper operation of the
equi prent .

2.2.5 Laboratory Areas

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: The editor should use the alternate sentence
and fill in the correct Section nunber unless a
| aboratory building is to be governnent furnished.

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

A room shall be provided in the plant to house the noisture and grading
testing equi pnent for aggregate and to provi de working space. Another room
shal |l be provided for testing fresh concrete and for fabricating and

initial curing of concrete test specinmens in accordance with ASTM C 31/ C 31N
The size, arrangenent, and |ocation of these roons will be subject to
approval. Provide electricity, air conditioning, heat, and water as
required for use in these | aboratory areas.

2.2.6 [ Pl ant Layout Draw ngs

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

NOTE: The paragraph should be included in projects
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for which "onsite" plant is a requirenent. The
wor di ng should be nodified as necessary to suit the
particul ar requirenents of each project. Draw ngs
submitted in conpliance with this paragraph wll
enabl e the Contracting Oficer to deternmne in
advance of erection whether or not the plant neets

the requirements of these specifications.
EE R I Sk S S I S S S I O R R R Rk I S Sk S I I kI S R R Ik S I I S R Sk I I R I

Drawings, in triplicate, showing the | ayout of the plant the Contractor
proposes to use on the work shall be submitted for review The draw ngs
shal | show the | ocations of the principal conponents of the construction

pl ant; offices; shop and storage building; housing facilities, if any; and
storage areas and yards which the Contractor proposes to construct at the
site of the work and el sewhere. Also furnish for review draw ngs, in
triplicate, showi ng the general features of his aggregate processing plant;
aggregate transporting; storage and reclaimng facilities; aggregate
rinsing and dewatering plant, if required; coarse aggregate rescreening
plant, if required; concrete batching and mixing plant; concrete conveying
and pl acing plant; and when precooling of concrete is required, the cooling
pl ant. The drawi ng shall appropriately show the capacity of each major
feature of the plant including the rated capacity of the aggregate
production plant in tons (nmetric) (2000 |b) per hour of fine and coarse
aggregates; rated capacity of the aggregate transporting, storage and
reclaimng facilities; volume of aggregate storage; capacity of cement and
pozzol an storage; rated capacity of the concrete batching and nixi ng pl ant
in cubic neters yards per hour; rated capacity of the concrete transporting
and placing plant in cubic neters yards per hour; and when used rated
capacity of plant for precooling of concrete. Drawings in triplicate
showi ng any changes in plant made during design and erection or after the
plant is in operation shall be submitted for review Two sets of the
drawings will be retained and one set will be returned to the Contractor
with coments. ]

2.7 M xers

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

NOTE: See the concrete material s design menorandum
for information on m xer selection and concrete

m xers. Truck mxers shall not be allowed for

m Xi ng or transporting concrete with |Iess than 50 nm
(2 in.) slunp or greater than 37.5 mMm (1-1/2 in.)

nom nal maxi mum si ze aggregate (NVSA).
EE IR I Sk S b S S S I R R R Rk S I S kS I I R I SR Ik S S I S R Sk I S O S

M xers shall be stationary mixers [or truck m xers]. Each m xer shal
conbine the materials into a uniformm xture and di scharge this nixture

wi t hout segregation. M xers shall not be charged in excess of the capacity
recormended by the manufacturer on the naneplate. Excessive over-m Xing
requiring introduction of additional water will not be permtted. The

m xers shall be mmintained in satisfactory operating condition, and m xer
drums shall be kept free of hardened concrete. M xer bl ades or paddles
shal | be replaced when worn down nore than 10 percent of their depth when
conpared with the manufacturer's dinension for new blades. Should any

m xer at any tine produce unsatisfactory results, its use shall be pronptly
di scontinued until it is repaired or repl aced.
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2.2.7.1 Stationary Mxer Uniformty Requirenents

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: The option for the governnent to performthe
initial mxer evaluation may be invoked.

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

The size of the batch, the mxing time, the chargi ng sequence, and ot her
factors identified by the Contractor shall be adjusted to provide concrete
that neets the uniformty limts specified herein and in paragraph M XER
UNIFORM TY IN PART 3. All testing shall be performed in accordance with
COE CRD-C 55. When regular testing is performed, the concrete shall neet
the limts of any five of the six uniformity requirements. When
abbreviated testing is performed, the concrete shall neet only those
requirenents listed for abbreviated testing. The initial mxer evaluation
test shall be a regular test and shall be perfornmed prior to the start of
concrete placenent. The concrete proportions used for the eval uation shal
contain the largest size aggregate on the project and shall be as
directed. Regular testing shall consist of performing all six tests on
three batches of concrete. The range for regular testing shall be the
average of the ranges of the three batches. Abbreviated testing shal
consi st of performng the three required tests on a single batch of
concrete. The range for abbreviated testing shall be the range for one
batch. |If nore than one nmixer is used and all are identical in terns of
nmake, type, capacity, condition, speed of rotation, etc., the results of
tests on one of the mixers shall apply to the others, subject to approval.
Perform mi xer eval uations as specified herein. [However, the initial
evaluation will be perforned by the Governnment. Provide |abor and

equi pnent as directed to assist the Governnent in perforning any eval uation
nmade by the Governnent.]

Rk bk Sk R IR R Sk O S O R R A Rk Sk S S O Rk I kS S I R Rk

NOTE: The following table to be used with SI units.

EE R I R R S I R I R I R I R I R R R R I R S R I R I R I R R I R R S R R R

ABBREVI ATED
REGULAR TESTS TESTS
ALLOWMABLE ALLOWMABLE
MVAXI MUM RANGE FOR VAXI MUM RANGE
PARAVETER AVERAGE OF 3 BATCHES FOR 1 BATCH
Unit weight of air-free
nortar, kg/n? 32 32
Air content, percent 1.0 ---
Sl unp, nm 25 ---
Coar se aggregate, percent 6.0 6.0
Conpressive strength at
7 days, percent 10.0 10.0
Wat er content, percent 1.5 ---

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: The following table to be used with IP units.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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ABBREVI ATED

REGULAR TESTS TESTS
ALLOMABLE ALLOWMABLE
MAXI MUM RANGE FOR MAXI MUM RANGE
PARANVETER AVERACGE OF 3 BATCHES FOR 1 BATCH
Unit weight of air-free
nortar, Ib/cu ft 2.0 2.0
Air content, percent 1.0 ---
Sl unp, inches 1.0 ---
Coar se aggregate, percent 6.0 6.0
Conpressive strength at
7 days, percent 10.0 10.0
Wat er content, percent 1.5 ---

2.2.7.2 [ Truck M xers

Truck m xers and the mxing of concrete therein shall conformto the

requi rements of ASTM C 94/ C 94N. A truck nixer may be used for conplete

m xing (transit-mxed) or to finish the partial mxing done in a stationary
m xer (shrink-m xed). Each truck shall be equipped with two counters from
which it shall be possible to determ ne the nunber of revolutions at m xing
speed and the nunber of revolutions at agitating speed. Truck m xers shal
not be used to mx or agitate concrete with greater than 37.5 mr 1-1/2 inch
nomi nal maxi num si ze aggregate or concrete with a slunmp of 50 mr 2 inches
or less. The acceptability of truck m xers shall be determ ned by
uniformty tests in accordance with ASTM C 94/ C 94MN. ]

2.2.8 Sanpling Facilities

Provide suitable facilities and [ abor for obtaining representative sanpl es
of concrete in accordance with ASTM C 172 for Contractor quality contro
(QC) and Governnent quality control (QA) testing.

2.2.9 Coar se Aggregate

EE R R R I R S I R R I I O R R R R O S R R R R R R I I O R R I

NOTE: The automatic sanpling plant should be
required for aggregates in concrete containing
larger than 75 nm (3 inch) NMBA. For aggregates in
concrete containing 75 mm (3 inch) NVMSA, a cost

anal ysi s shoul d be made before specifying the
automatic sanpling plant. The autonmatic sanpling
pl ant should not be specified for aggregates in
concrete containing 75 or 150 nm (3 or 6 inch)

NVMSA. Note that the quarry sloping screens on the
autonmatic plant will require slightly larger screens
than those used for tests by ASTM C 136 for

conparabl e results.
ER R IR I I 2 R R R R R I I I R R R R I I R R R R S S I R R R S S I R R R R I I R R S I R R R R R I I I

Suitable facilities shall be provided for readily obtaining representative
sanpl es of coarse aggregate for test purposes imediately prior to the
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material entering the mxer. [The facilities shall include automatic
equi prent capabl e of obtaining, sieving, and wei ghing sanpl es of the coarse
aggregate as foll ows:

R R R I R R I R R I R R R R I R I R I R R I R R R I R R R I R O O

NOTE: The following table to be used with SI units.

Rk I Sk Rk R IR R Sk O S I S S R SRR Sk Sk S R R o O R R S O R R SRRk ok o

AGGREGATE SI ZE APPROXI MATE SI ZE OF SAMPLE
4.75 to 19.0 nm 250 kg
19.0 to 37.5 nm 250 kg
37.5 to 75 nm 500 kg
[75 to 150 nm 1000 kg]

EE IR IR R R S I I R R I I O R R R R R Ok R Sk R R I Rk I R R kI

NOTE: The following table to be used with IP units.

Rk bk kR IR Rk O S O R R SRR Sk Sk S R Rk O O R R R R I b R R

AGGREGATE SI ZE APPROXI MATE SI ZE OF SAMPLE
No. 4 to 3/4 inch 500 Ib
3/4 to 1-1/2 inch 500 Ib
1-1/2 to 3 inch 1,000 Ib
[3to 6 inch 2,000 | b]

The equi pnent shall be capabl e of running a conplete sieving, of any
required sanple, without the necessity of intermttent |oading. To
acconplish this, adequate areas of individual sieves and controlled feeding
of sanples shall be provided. The assenbly shall be designed to permt

sel ection, screening, and wei ghing of any individual sanple in 10 m nutes
or less. The equipnent shall be designed by a conpany engaged in the
desi gn and manufacture of aggregate sieving devices. The Contractor shal
have conplete responsibility for providing equiprment that will acconplish
the desired purpose. Sieves shall meet the applicable requirenments of

ASTM E 11, except for the frame size requirenents. The equi pnent shall be
arranged so that all controls will be enclosed and operable froma single
position comandi ng a view of the screen device and the scal e or scal es.
Conmruni cati on shall be provided fromthe batch plant operation to this
control area. The Contractor is responsible for charging of the assenbly
as directed, disposal of waste material, and proper service and nai nt enance
of the assenbly. Each sieve shall be provided with individual controls for
frequency and angle. Run correlation tests with equi pnent as used for
ASTM C 136 before concrete placenent begins and at |east every 60 days
while concrete is being placed. The correlation test will determine the
opti mum angl e, volune of feed, and the frequency for each sieve.]

.2.10 Transporting Equi prent

Transporting equi pnment shall be designed, operated, and naintai ned so that
it does not cause or permit segregation or loss of material. The concrete
shal | not be dropped vertically nore than 1.5 n 5 feet except where

sui tabl e equi pnent is provided to prevent segregation and where
specifically authorized.
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2.2.10.1 Bucket s

Bott om dunp buckets shall conformto the follow ng requirements: the
interior hopper slope shall be not |less than 70 degrees fromthe

hori zontal ; the m ni mnum di nensi on of the clear gate opening shall be at

| east five tines the nom nal nmaxi mum size of the aggregate, and the area of
the gate opening shall not be less than 0.2 square neters 2 square feet;
the bucket gates shall be grout-tight when closed, shall be of the double
clanmshell type, and shall be manually, pneumatically, or hydraulically
operated; and the gate-opening nechani smshall be designed to close the
gates automatically when the control is released or when the air or
hydraulic line is broken. |f gate actuation is dependent on integral air
or hydraulic reservoirs, the capacity of the reservoirs shall be sufficient
to open and close the gates three times w thout recharging the reservoir.

2.2.10.2 Trucks

Truck m xers or agitators used for transporting central -ni xed concrete
shall conformto the applicable requirements of ASTM C 94/ C 94N. Truck

m xers shall not be used to transport concrete with |arger than 37.5 mr
1-1/2 inch nom nal maxi num size aggregate or 50 mm 2 inch or |ower slunp.
Nonagitating trucks may be used for transporting central -m xed concrete
over a smooth road when the hauling tine is less than 15 nminutes and the
slunmp is less than 75 mr 3 inches. Bodies of nonagitating trucks shall be
snoot h, watertight, metal containers specifically designed to transport
concrete, shaped with rounded corners to mnimze segregation, and equi pped
with gates that will permt positive control of the discharge of the
concrete.

2.2.10.3 Chut es

When concrete can be placed directly froma truck m xer, agitator, or
nonagitating truck, the chutes supplied by the truck manufacturer as
standard equi prent may be used. A discharge deflector shall be used when
required by the Contracting Officer. Separate chutes and other simlar
equi prent shall not be permitted for conveying concrete except when
specifically approved and in no case shall slunp be increased to
accommodat e their use.

2.2.10.4 Belt Conveyors

Belt conveyors shall be designed and operated to assure a uniformfl ow of

concrete fromm xer or delivery truck to final place of deposit w thout

segregation of ingredients or loss of nortar and shall be provided with
positive neans for preventing segregation of the concrete or |oss of nortar

at the transfer point(s) and the point of placing. The idler spacing shal
not exceed 900 mr 36 inches. Belt speed shall be a m nimumof 90 n 300 feet
per mnute and a nmaxi num of 230 m 750 feet per minute. Belt wi dth shal

be a m nimum of 600 nr 24 inches if the NMBA is 150 mr 6 i nches and shal

be a m ni mum of 400 mr 16 inches if the NMSA is 75 mr 3 inches or |ess.

The NMSA required in mxture proportions furnished by the Government will
not be changed to accommobdate the belt wi dth.

2.2.10.5 Punp Pl acenent
Concrete may be conveyed by positive-displacenment punp when approved. Punp
pl acement will be approved only for areas where placenment by bucket or

conveyor is difficult or inpractical. The punping equi pnent shall be
pi ston or squeeze-pressure type. The pipeline shall be rigid-steel pipe or
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heavy-duty fl exi bl e hose. Al umi num pi pe shall not be used. The inside

di ameter of the pipe shall be at least 3 tines the nom nal maxi mum si ze of
the coarse aggregate in the concrete to be punped but not |ess than 100 mr
4 inches.

PART 3 EXECUTI ON

3.

3.

1 PREPARATI ON FOR PLACI NG
1.1 Vi brators

An adequat e nunber of vibrators shall be on hand to neet placing

requi renents, and spare vibrators shall be available to maintain production
in the event of breakdown. There shall be adequate air pressure avail able
for air vibrators and adequate voltage for electric vibrators. Vibrators
of the proper size, frequency, and anplitude shall be used for the type of
wor k being performed in conformance with the foll owi ng requirenents:

EE IR IR R R R I I R I I O R R R R R Sk S R Sk kI R I Rk I R O O

NOTE: The following table to be used with SI units.

Rk Rk S Sk R R Rk O S S S S S SRR Sk Sk R G R O o O S O kR Rk ok o R

HEAD DI AMETER FREQUENCY AMPLI| TUDE

APPLI CATI ON M LLI METERS VPM M LLI METERS
Thin walls, beans, etc. 32 - 64 9,000 - 13,500 0.5 - 1.0
CGeneral construction 50 - 88 8,000 - 12,000 0.6 - 1.2
Heavy sections 75 - 150 7,000 - 10,500 0.75 - 1.5
Mass concrete 125 - 175 5,500 - 8,500 1.0 - 2.0

Rk bk kR R Rk O ke S R R R S ok R Rk S O o I IR R S O bk S R

NOTE: The following table to be used with IP units.

EE R R R S I R R I R I I R R S R R I R R R O S I R R S R I I R S R R R R I

HEAD DI AVMETER FREQUENCY AVPLI TUDE

APPLI| CATI ON | NCHES VPM | NCHES
Thin walls, beans, etc. 1-1/4 - 2-1/2 9,000 - 13,500 0.020 - 0.04
Ceneral construction 2 - 3-1/2 8,000 - 12,000 0.025 - 0.05
Heavy sections 3-6 7,000 - 10,500 0.030 - 0.06
Mass concrete 5-7 5,500 - 8,500 0.040 - 0.08

The frequency and anplitude shall be within the range indicated in the
tabul ation as deternmined in accordance with paragraph TESTS AND | NSPECTI ONS

bel ow.
1.2 Enbedded |tens

Bef ore placing concrete, take care to determne that all enbedded itens are
securely fastened in place as indicated in the draw ngs or required.
Enbedded itens shall be free of oil and other foreign matter such as | oose
coatings of rust, paint, and scale. The enbedding of wood in concrete will
be permitted only when specifically authorized or directed. Any air or
water lines or other materials enbedded in structures, as authorized
construction expedients, shall conformto the above requirenents and upon
conpl etion of their use shall be backfilled with concrete or nortar as
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directed. Welding will not be permitted on enbedded or otherw se exposed
nmetals which are in contact with concrete surfaces. Tack welding of or to
enbedded itenms will not be pernitted.

.1.3 Concrete on Earth Foundati ons

Earth foundations upon which concrete is to be placed shall be clean, danp,
and free fromfrost, ice, and standing or running water. Prior to

pl acement of concrete, the earth foundation shall have been satisfactorily
conpacted in accordance with the provisions of Section 31 00 00 EARTHWORK.

.1.4 Concrete on Rock Foundati ons

Rock surfaces upon which concrete is to be placed shall be clean and free
fromoil, standing or running water, ice, nud, drumry rock, coatings,
debris, and | oose, sem detached, overhangi ng, or unsound fragnents. Faults
or joints shall be cleaned to a satisfactory depth and to firmrock on the
sides as directed by the Contracting Officer. |Inmrediately before concrete
is placed, all rock surfaces shall be cleaned thoroughly by the use of
air-water jet, high-pressure water jet, or sandblasting as described in the
par agr aph below. All rock surfaces shall be kept continuously wet for at

| east 24 hours imrediately prior to placing concrete thereon. Al

approxi mately horizontal surfaces shall be covered i mediately before the
concrete is placed with a 13 mr 1/2 inch | ayer of nortar conposed of the
sane sand and cenentitious materials used in the concrete. The
sand-cementitious materials ratio and the water-cenmentitious material ratio
of the nmortar shall be approxinmately the sane as those used in the concrete
m xture. The nortar shall be covered with concrete before the nortar has
reached its initial time of setting.

.1.5 Construction Joint Treatnment
.1.5.1 Joi nt Preparation

Concrete surfaces to which other concrete is to be bonded shall be prepared
for receiving the next lift or adjacent concrete by cleaning by

sandbl asting, high-pressure water jet, or air-water cutting. Surface
cutting by air-water jets will not be permtted for concrete surfaces
congested with reinforcing steel or if they are relatively inaccessible.

If, for any other reason, it is considered undesirable to disturb the
surface of a lift before it has hardened, the use of sandblasting or

hi gh-pressure water jet after hardening will be required. Regardless of
the nmet hod used, the resulting surface shall be free fromall laitance and
inferior concrete so that clean, well-bonded coarse aggregate particles are
exposed uniformy over the lift surface. Application of the joint
treatnment nmethod shall be such that the edges of the larger particles of
aggregate are not undercut. \Where joint preparation occurs nore than 2
days prior to placing the next lift or where the work in the area
subsequent to the joint preparation causes dirt or debris to be deposited
on the surface, the surface shall be cleaned as the | ast operation prior to
placing the next lift. The surface of the construction joint shall be kept
continuously wet for the first 12 hours of the 24 hours prior to placing
concrete, except that the surface shall be danp with no free water at the
time of placenent.

.1.5.2 Air-Water Cutting

Air-water cutting of a construction joint shall be performed at the proper
time, generally between 4 and 12 hours after placenent and only on
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hori zontal construction joints. This period may be nodified if a retarder
is used to prolong the setting of the cement at surface of the concrete.
The air pressure used in the jet shall be 620 to 760 kPa 90 to 110 psi, and
the water pressure shall be just sufficient to bring the water into
effective influence of the air pressure. Wen approved a surface retarder
conplying with the requirenments of COE CRD-C 94 nay be applied to the
surface of the lift to prolong the period of tinme during which air-water
cutting is effective. Prior to receiving approval, furnish sanples of the
material to be used and shall dempnstrate the nmethod to be used inits
application. After cutting, the surface shall be washed and rinsed unti
the wash water is no longer cloudy. |If air-water cutting does not produce
acceptable results, the surface shall be prepared by high-pressure water
jet or sandbl asting.

.1.5.3 Hi gh- Pressure Water Jet

A stream of water under a pressure of not |ess than 21 MPa 3,000 psi may be

used for cleaning. |Its use shall be delayed until the concrete is
sufficiently hard so that only the surface skin or nortar is renoved and
there is no undercutting of coarse-aggregate particles. |If the

hi gh- pressure water jet is incapable of a satisfactory cleaning, the
surface shall be cl eaned by sandbl asti ng.

.1.5.4 Wt Sandbl asti ng

This method of joint preparation may be used when the concrete has reached
sufficient strength to prevent undercutting of coarse aggregate particles.
The operation shall be continued until all accunul ated |aitance, coatings,
stains, debris, and foreign materials are renoved. The surface of the
concrete shall then be washed thoroughly to renove all |oose naterial.
This method may be used on both horizontal and vertical surfaces.

.1.5.5 Wast e Water Disposa

EE R R R S I R R R I O I R R R R I O S R R I R R R R R R R R O

NOTE: Specification Witer will fill in the section
nunber for the Environnent Protection Plan

Rk Ik Sk kR IR R R I kO e S O R R Rk Rk kO R AR Ik I kS I S I b R R R o

The nethod used in disposing of waste water enployed in cutting, washing,
and rinsing of concrete surfaces shall be such that the waste water does

not stain, discolor, or affect exposed surfaces of the structures, or

damage the environnment of the project area. The nmethod of disposal shal
nmeet all requirements of Section [01 35 40.00 20 ENVI RONMENTAL MANAGEMENT] [
01 57 20.00 10 ENVI RONMENTAL PROTECTI QN .

.2  TRANSPORTI NG AND PLACI NG
2.1 Transporting

Met hods and equi prrent for conveying and depositing the concrete into the
formshall be subject to approval. The capacity of the transporting system
shal |l be sufficient to supply concrete at a rate to prevent cold joints
form ng during placenent. A properly designed and sized el ephant trunk and
rigid drop chute bottom section which will prevent free-fall within the

el ephant trunk and rigid drop chute will be used if concrete is to drop
nore than 1.5 m 5 feet. |If concrete is to be placed through installed

hori zontal or sloping reinforcing bars, the concrete shall discharge into a
pi pe or elephant trunk that is | ong enough to extend through the
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reinforcing bars to within 1.5 nm 5 feet of the placing surface. In no case
wi Il concrete be discharged to free fall through the reinforcing bars.

.2.1.1 Transporting by Bucket

Provi de indicating and signaling devices to control the identification of
types or classes of concrete as they are m xed and di scharged i nto buckets
for transfer to the forms. Each type or class of concrete shall be
visually identified by placing a colored tag or marker on a bucket as it

| eaves the m xing plant so that the concrete may be positively identified
in the forns and placed in the structure in the desired position.

.2.1.2 Transporting by Punp

The nom nal maxi mum si ze coarse aggregate will not be reduced or mxture
proportions changed to accombdate a punp except as specifically determ ned
appropriate. The distance and height to be punped shall not exceed linits
recommended by the punp manufacturer. The concrete shall be supplied to
the punp continuously. Wen punping is conpleted, concrete remaining in
the pipeline shall be ejected w thout contam nation of concrete in place.
After each operation the equi pment shall be thoroughly cleaned and fl ushing
wat er shall be wasted outside the forns.

.2.1.3 Transporting by Belt Conveyor

Met hods and equi prrent for transporting the concrete by belt conveyor into
the formare subject to approval.

. 2.2 Pl aci ng

The capacity of the placing systemshall be sufficient to supply concrete
at a rate which will prevent cold joints in any placenment. Concrete shal
be worked into the corners and angles of the forns and around al

rei nforcement and enbedded itens without permtting the material to
segregate. Concrete shall be deposited as close as possible to its fina
position in the fornms, and in so depositing, there shall be no vertica
drop greater than 1.5 n 5 feet except where suitable equipnent is provided
to prevent segregation and where specifically authorized. Depositing of
the concrete shall be so regulated that it will be effectively placed and
consolidated in horizontal |ayers not exceeding 1.5 m 5 feet in thickness
with a mininumof lateral novenent. The anpbunt of concrete deposited shal
be such that it can be readily and thoroughly consolidated and shall not
exceed 3 cubic nmeters 4 cubic yards in one pile. Al concrete-placing
equi prrent and net hods shall be subject to approval. Concrete placenent
will not be permitted when, in the opinion of the Contracting Oficer,
weat her conditions prevent proper placenent and consolidation.

.2.2.1 Time Interval Between M xing and Pl aci ng

Concrete mxed in stationary mxers and transported by nonagitating

equi prrent shall be placed within 30 minutes after it has been m xed, unless
ot herwi se authorized. Wen concrete is truck m xed or when a truck m xer
or agitator is used for transporting concrete nmxed by stationary m xers,
the concrete shall be delivered to the site of the work, and di scharge
shall be completed within 1 hour after introduction of the cenent to either
the water or aggregate.
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3.2.2.2 Hot - Weat her Pl aci ng
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NOTE: See EM 1110-2-2000 for the proper placing
t enperat ure.
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The tenperature of the concrete when deposited in the forms during hot
weat her shall not exceed [__ ] degrees C F except as further required
above. An approved retarding adm xture may be used in accordance with

par agr aph MATERI AL SPECI FI CATION to facilitate placing and finishing.

Steel forns and reinforcenent and conveyi ng and pl aci ng equi pnent shall be
cooled if necessary to assist in nmaintaining specified concrete-placing
tenperature. The tenperature of the fresh concrete shall be neasured in
accordance with ASTM C 1064/ C 1064MN.

3.2.2.3 Col d Weat her Pl aci ng

The tenperature of the concrete when deposited in the forms shall not be

| ess than 5 degrees C 40 degrees F. The anbient tenperature of the

pl acement area and all surfaces to receive concrete shall be above 0
degrees C 32 degrees F. Materials entering the mxer shall be free from
ice, snow, and frozen lunps. The heating of m xing water or aggregates
necessary to keep the concrete tenperature above 5 degrees C 40 degrees F
shal |l be closely regulated so that the concrete tenperature does not exceed
15 degrees C 60 degrees F. An accelerator may be used when approved in
advance.

3.2.2.4 [ Speci al Tenperature-Controlled Concrete
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NOTE: See the appropriate concrete materials design
menor andum or thermal study to fill in blanks
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Special tenperature control is applicable to concrete in the foll ow ng
structures: | 1; [ 1; [ ]. Regardless of requirenments
speci fi ed above, the concrete shall have a tenperature of not mnore than
[ ] degrees C F and not less than 5 degrees C 40 degrees F when
neasured at |least 20 mnutes after mxing. Heating of the mxing water or
aggregates will not be permtted until the tenperature of the concrete has
decreased to 7 degrees C 45 degrees F. The materials shall be heated in
such a manner that they will be free fromice, snow, and frozen | unps
before entering the m xer.]

3.2.2.5 Concrete Lifts
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NOTE: The required construction joints should be

shown in the draw ngs.
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The depth of concrete placed in each lift will be as shown in the

drawi ngs. Al concrete shall be deposited in approxi mately horizontal

| ayers about 0.5 m 1-1/2 feet in thickness in stepped progression at such a
rate that the formation of cold joints will be prevented. Slabs shall be
placed in one lift, unless 0.8 m 2.5 foot or nore deep. Wuere 2.3 n 7.5
foot or greater |ift depths are permtted, furnish approved cantilever
forns that are jointed or hinged approxinately m dheight to facilitate
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pl acenment agai nst surfaces sloping nore than 10 degrees fromvertical. At
the beginning of the placing of a lift, the top half of a hinged or jointed
formshall be retracted to such a position that it does not interfere with
the operation of buckets placing concrete adjacent to the form A mninmm
of five successive horizontal |ayers in stepped progression shall be used
for 2.3 m 7.5 foot lifts. Wuere 1.5 n 5 foot lifts are required, a m ninmm
of three successive horizontal layers in stepped progression shall be

used. Each new |l ayer of concrete shall be placed on the ol dest exposed

| ayer. The maxi mum exposed bul khead face of concrete between adjacent

nonol iths shall not exceed 12 m 40 feet except as otherw se approved.

.2.2.6 Consol i dati on

| mredi ately after placing, each | ayer of concrete shall be consolidated by
internal vibrating equiprment. Vibrators shall not be used to cause
concrete to flow for significant distances within the forns. Hand spadi ng
may be used if necessary together with internal vibration along forned
surfaces permanently exposed to view. Formvibrators shall not be used
unl ess forns are specifically designed for this use and unless specifically
approved. The vibrator shall be inserted vertically at uniform spacing
over the entire area of placenent. The distance between insertions shal
be approximately 1.5 tinmes the radius of action of the vibrator. The

vi brator shall penetrate rapidly to the bottomof the layer and at |east
150 mr 6 inches into the preceding unhardened |ayer if such exists. It
shall be held stationary until the concrete is consolidated and then

wi thdrawn slowy. Slabs 200 mr 8 inches or less in depth shall be
consol i dated by approved nethods.

.2.2.7 [Placi ng Concrete in Unforned Curved Sections

The unforned portion of the ogee crest, spillway bucket, and simlar
features shall be finished by placing concrete slightly above grade,
consolidating and striking off to grade by accurate screeding. Screeding
may be acconpli shed by sem nechani cal devices or by a nechanical screed
that consolidates and screeds the surface in one operation. Ribs enbedded
in the fresh concrete as guides for screeds will not be pernitted.]

.2.2.8 [ Pl aci ng Concrete Underwater

Concrete, described in Bid Item[__ ], shall be deposited through water
by a trem e or concrete punp. The nethods and equi pnment used shall be
submitted in advance of placenent for review. Concrete buckets may be used
only to charge the hopper on top of the trenmie. Concrete buckets shall not
be | owered under water and the concrete discharged subaqueously. The
trem e shall be watertight and sufficiently large to pernit a free fl ow of
concrete. The discharge end of the punp line or treme pipe shall be kept
subnerged continuously in the concrete after placenent starts. The
underwat er seal shall be effected in a manner that will not produce undue
contami nation of the concrete or turbulence in the water. Placenent shal
proceed w thout interruption until the concrete has been brought to the
required height. The tremi e or punp lines shall not be noved horizontally
during a placing operation, unless renoved, noved, and properly restarted,
and a sufficient nunber of trenmies or punp lines shall be provided so that
the maxi mum horizontal flowwll be limted to 4.5 m 15 feet.]
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3.3 FI NI SHI NG
3.3.1 Unf ormed Sur f aces

The anbi ent tenperature of spaces adjacent to surfaces being finished shal
be not less than 5 degrees C 40 degrees F. In hot weather when the rate of
evaporation of surface npoisture, as determ ned by use of Figure 2.1.5 of
ACl 305R, may reasonably be expected to exceed 1.0 kg/square neter 0.2 psf
per hour, provisions for w ndbreaks, shading, fog spraying, or evaporation
retarding filmshall be made in advance of placenent to prevent plastic
shrinkage cracks, and such protective neasures shall be taken before,
during, and i mediately after finishing as operations require. Al

unformed surfaces of concrete that are not to be covered by additiona

concrete or backfill shall have a float finish, unless a trowel finishis
specified, and shall be true to elevation as shown on the draw ngs.
Surfaces to receive additional concrete or backfill shall be brought to the

el evation shown and |l eft true and regular. Exterior surfaces shall be
sl oped for drainage unless otherwi se shown in the drawi ng or directed.
Joints shall be carefully made with a jointing or edging tool. The
finished surfaces shall be protected from stains or abrasions. The
concrete shall be thoroughly consolidated before finishing operations
commence or before leaving it for future concrete or backfill placenent.

3.3.1.1 Fl oat Fi ni sh

Surfaces to receive a float finish shall be screeded and darbied or

bullfl oated to bring the surface to the required finish level with no
coarse aggregate visible. No water, cenent, or nortar shall be added to
the surface during the finishing operation. Floating may be perforned by
use of suitable hand floats or power-driven equi pnent. Hand floats shal
be of alumi numor nmagnesium After the water sheen has di sappeared, the
concrete, while still green but sufficiently hardened to bear a man's

wei ght without deep inprint, shall be floated to a true even pl ane.

3.3.1.2 Trowel Finish

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

NOTE: Refer to the appropriate design nenorandum
for surfaces to be trowel finished. Be sure these
are shown in the draw ngs.

EE R R R S I R R R O I R R R R R S R R I R R R S R R S R R

A trowel finish shall be applied to the following surfaces [ 1;

[ 1; [ ]. Concrete surfaces shall first be given a float finish.
After surface noisture has di sappeared, the surface shall be troweled to a
snoot h, even, dense finish, free fromblem shes, including trowel marks.

In lieu of hand finishing, an approved power finishing machi ne may be used
in accordance with the directions of the machi ne manufacturer. A fina

hard steel troweling shall be done by hand. Joints shall be carefully made
with a jointing or edging tool. The finished surfaces shall be protected
fromstains or abrasions. Surfaces or edges likely to be injured during
the construction period shall be protected from damage.

3.3.1.3 [ Broom Fi ni sh
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NOTE: Refer to the appropriate design nenorandum
for surfaces to be broomfinished. Be sure these
are shown in the draw ngs.
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A broom finish shall be applied to the following surfaces: [___
[ 1 [ ]. The concrete surface to be broom finished shall "first be
given a float finish. The surface shall then be brooned with a [stiff

fiber-bristle broom [hair broomin a direction transverse to that of the
traffic].]

3.3.1.4 [ Abrasi ve Aggregate Finish
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NOTE: Refer to the appropriate design nenorandum
for surfaces to receive the abrasive aggregate
finish. Be sure this is shown in the draw ngs.
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An abrasive aggregate finish shall be applied to the foll owi ng surfaces:

[ 1; [ 1; [ ]. The concrete surface shall first be given a
float finish. Abrasive aggregate shall be uniformy sprinkled over the
surface inmedi ately after floating, at a rate of not |less than 1.22

kg/ square neter 1/4 psf. The surface shall be refloated and then be
troweled to a smooth even finish that is uniformin texture and appear ance
including trowel marks. |Immediately after curing, cenent coating or

| ai tance covering the abrasive aggregate shall be renpved by w re brushing,

rubbing with abrasive stone, or sandbl asting to expose the abrasive
particles.]

3.3.1.5 [H gh Vel ocity Finishes
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NOTE: Refer to the appropriate design menorandum
for surfaces to receive high velocity finishes. Be
sure these are shown in the draw ngs.
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Unf orned surfaces subjected to high velocity flow (12 m's) (40 fps) shal
receive a trowel finish.]

3.3.2 Formed Surface Repair
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NOTE: Refer to EM 1110-2-2000 for direction on
class of finish. Please note that definitions for

cl ass of finish have been changed recently. d ass
of finish shall also be shown in the draw ngs.

Par agr aph CONSTRUCTI ON TOLERANCES, in PART 1,
presents surface tolerances. Section 03 11 13.00 10
STRUCTURAL CONCRETE FORMAORK presents naterials for
each cl ass.
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After renoval of forns, all ridges, lips, and bul ges on surfaces
permanent|y exposed shall be renmoved. Al repairs shall be conpleted
within 48 hours after form renoval

3.3.2.1 Cl asses A, A-HV, & B Finishes

Surfaces listed in Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMAORK
paragraph [ ], and as shown in the drawi ngs to have classes A A-HV
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and B finishes, shall have surface defects repaired as follows: defective
areas, voids, and honeyconbs smaller than 10 000 square mr 16 square inches
in area and | ess than 13 mr 1/2 inches deep; bug hol es exceeding 13 mmr 1/2
inch in diameter shall be chipped and filled with dry-packed nortar; holes
left by renoval of tie rods shall be reaned and filled with the bel ow
specified material; defective and unsound concrete areas |arger than

descri bed shall be defined by 13 mr 1/2 inch deep dovetailed saw cuts in a
rectangul ar pattern with lines parallel to the formwrk, the defective
concrete renoved by chipping and the void repaired with repl acenent
concrete. The prepared area shall be brush-coated with an epoxy resin
neeting the requirenments of ASTM C 881/ C 881N, Type V, a |latex bondi ng
agent neeting the requirements of ASTM C 1059/ C 1059, Type Il; or a neat
cement grout after danmpening the area with water. The void shall be filled
with repl acement concrete in accordance with the paragraph MATERI AL AND
PROCEDURE FOR REPAI RS bel ow.

.3.2.2 Cl ass C Finish

Surfaces listed in Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMAORK
paragraph [ ], and as shown in the draw ngs, shall have defects
repaired as foll ows: defective areas, voids, and honeyconbs smaller than 15
000 square mr 24 square inches and | ess than 50 mr 2 inches deep; bug hol es
exceeding 38 mm 1-1/2 inches in dianeter shall be chipped and filled with
dry-packed nortar; and holes left by renoval of the tie rods shall be
reamed and filled with dry-packed nortar. Defective and unsound concrete
areas | arger than 15,000 square mr 24 square inches and deeper than 38 mm
1-1/2 inches shall be defined by 13 mr 1/2 inch deep dovetailed saw cuts in
a rectangul ar pattern, the defective concrete renoved by chipping, and the
void repaired with repl acenent concrete. The prepared area shall be
brush-coated with an epoxy resin neeting the requirenments of

ASTM C 881/ C 881N, Type V, a |atex bondi ng agent neeting the requirenents
of ASTM C 1059/ C 1059, Type Il; or a neat cenment grout after danpening the
area with water. The void shall be filled with replacement concrete in
accordance with the paragraph bel ow.

.3.2.3 Cl ass D Finish

Surfaces listed in Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMADRK
paragraph [ ], and as shown in the draw ngs to have class D finish
shal | have surface defects repaired as follows: defective areas, voids,
and honeyconbs greater than 30,000 square mr 48 square inches in area or
nore than 50 nmr 2 inches deep shall be defined by 13 mr 1/2 inch deep
dovetailed saw cuts in a rectangular pattern, the defective concrete
renoved by chipping and the void repaired with repl acenent concrete. The
prepared area shall be brush-coated with an epoxy resin neeting the
requirenents of ASTM C 881/ C 881N, Type V; a | atex bondi ng agent neeting
the requirenents of ASTM C 1059/ C 1059V, Type II; or a neat cenent grout
after danpening the area with water. The void shall be filled with

repl acement concrete in accordance with the follow ng paragraph

.3.2.4 Material and Procedure for Repairs

The cenent used in the dry-packed nortar or replacenent concrete shall be a
bl end of the cenent used for production of project concrete and white
portland cerment properly proportioned so that the final color of the nortar
or concrete will match adjacent concrete. Trial batches shall be used to
determne the proportions required to match colors. Dry-packed nortar

shal | consist of one part cenment to two and one-half parts fine aggregate.
The fine aggregate shall be that used for production of project concrete.
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The nortar shall be rem xed over a period of at |east 30 m nutes w thout
addition of water until it obtains the stiffest consistency that wll
permit placing. Mrtar shall be thoroughly conpacted into the prepared
void by tanmping, rodding, ramm ng, etc. and struck off to match adjacent
concrete. Replacenent concrete shall be produced using project materials
and shall be proportioned by the Contracting Officer. It shall be
thoroughly conpacted into the prepared void by internal vibration, tanping,
roddi ng, ramm ng, etc. and shall be struck off and finished to match

adj acent concrete. Forns shall be used to confine the concrete. |If an
expandi ng agent is used in the repair concrete, the repair shall be
thoroughly confined on all sides including the top surface. Mtal tools
shal |l not be used to finish permanently exposed surfaces. The repaired
areas shall be cured for 7 days. The tenperature of the in situ concrete,
adj acent air, and replacenent nortar or concrete shall be above 5 degrees C
40 degrees F during placenent, finishing, and curing. Packaged materials
neeting the requirenments of ASTM C 928/ C 928N may be used in |lieu of
dry-packed nortar when approved. Qher nethods and nmaterials for repair
may be used only when approved in witing. Repairs of the so called
"plaster-type" will not be permitted.

3.3.3 G out - eaned Fi ni sh
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NOTE: See the appropriate desi gn nenorandum and EM
1110- 2-2000 for surfaces to receive a grout cleaned
finish. Be sure this is shown in the draw ngs.
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The surfaces of [ ] shall be given a grout-cleaned finish as

herei nafter described, as approved by the Contracting Officer and after al
required curing, cleaning, and repairs have been conpleted. Surfaces to be
grout - cl eaned shall be mpist cured for the required period of tine before
application of the grout-cleaned finish. Gout-cleaning shall be del ayed
until near the end of construction on all surfaces not to be painted to
achieve uniformty of appearance and reduce the chance of discoloring
caused by subsequent construction operations. The tenperature of the air
adj acent to the surface shall be not less than 5 degrees C 40 degrees F for
24 hours prior to and 72 hours followi ng the application of the finish.

The finish for any area shall be conpleted in the same day, and the linmts
of a finished area shall be nmade at natural breaks in the finished

surface. The surface to receive grout-cleaned finish shall be thoroughly
wetted to prevent absorption of water fromthe grout but shall have no free
wat er present. The surface shall then be coated with grout. The grout
shal | be applied as soon as the surface of the concrete approaches surface
dryness and shall be vigorously and thoroughly rubbed over the area with
clean burlap pads, cork floats, or stones to fill all voids. The grout
shal | be conposed of one part portland cement as used on the project, to
two parts by volune of well-graded sand passing a 600-um (No. 30) sieve

m xed with water to the consistency of thick paint. Wite cenent shall be
used for all or part of the cenent as approved to give the desired finish
color. The applied coating shall be uniform conpletely filling all pits,
air bubbles, and surface voids. Wile the grout is still plastic, renove
all excess grout by working the surface with a rubber float, burlap pad, or
ot her neans. Then, after the surface whitens fromdrying (about 30 m nutes
at normal tenperature), rub vigorously with clean burlap pads. Imrediately
after rubbing is conpleted the finished surface shall be continuously noi st
cured for 72 hours. Burlap pads used for this operation shall be burlap
stretched tightly around a board to prevent dishing the nortar in the voids.
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3.4 CURI NG AND PROTECTI ON

3.4.1 Curing Tine
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NOTE: Curing tine may be extended if required by
the thermal study. See the concrete materials
desi gn nmenorandum for the approved types of
cenmentitious materials.
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Al'l concrete shall be cured by one of the followi ng nmethods or conbi nation
of methods for the period of time given bel ow corresponding to the
cementing materials used in the concrete:

[Type Il portland cenment ........... ... . ..o, 3 days]
[Type | portland cement ............. . . ..o, 7 days]
[Portland cenent in conbination with silica fume ........ 7 days]
[Type Il portland cement ........ ... . .. . . . .. ... 14 days]
[Portland cenment blended with 25 percent or

less fly-ash or GEBF slag ............ ... 14 days]

[Portland cenent blended with nore than
25 percent fly-ash or G&BF slag ........... .. ... ... ....... 21 days]

Curing shall begin inmmediately after placing. Provide all equipnent needed
for adequate curing and protection of the concrete on hand and ready to
install before actual concrete placenent begins. The curing nmedi um and

nmet hod, or the conbination of nmedia and nmet hods used, shall be as approved
in accordance with paragraph SUBM TTALS, SD-03 Product Data, subnitta
item " Curing".

3.4.2 Moi st Curi ng
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NOTE: This requirenment is for hot weather curing
only and has to be used under certain conditions
only. Thermal cracking can occur when the
difference in tenperature between the interior
concrete is nore than 7 degrees C (20 degrees F)

hi gher than the surface tenperature of a concrete

pl acenent. Tepid water is water at a tenperature no
nmore than 7 degrees C (20 degrees F) cooler than the
surface of the concrete placenent. For massive

pl acenents, thermal insulation should be provided to
reduce the tenperature gradi ent between the interior
and exterior of the placenent.
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[Concrete containing silica fume shall be nmpist cured.] Horizontal and
nearly horizontal surfaces shall be nobist cured by ponding, by covering
with a mninumuni formthickness of 50 mr 2 inches of continuously
saturated sand, or by covering with saturated nonstaining burlap or cotton
mats. Burlap and cotton mats shall be rinsed to renove sol ubl e substances
before using. Qher surfaces shall be npist cured when approved or
directed. Concrete that is nmpist cured shall be mmintained continuously,
not periodically, wet for the duration of the entire curing period. Wter
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for curing shall conply with the requirenents of the paragraph WATER i n
PART 2. If the water, sand, mats, etc. cause staining or discoloration of
per manent |y exposed concrete surfaces, the surfaces shall be cleaned by a
net hod approved. Wen wood forns are left in place during curing, the
forns shall be kept continuously wet except for sealed insulation curing in
cold weather. Wen steel fornms are left in place on vertical surfaces
during curing of concrete, [when using high-strength concrete] [when
concrete being cured has a water-cenent ratio | ess than 0.40] [placenents
with a mni num di mensi on greater than 600 mr 2 feet] the forns shall be
carefully broken | oose fromthe hardened concrete and curing water
continuously introduced into the void. The tenperature of the water should
be tepid. Horizontal construction joints shall be allowed to dry
sufficiently to renove free water inmrediately prior to placing the next
lift.

. 4.3 Menbr ane Curi ng

Menbrane curing may be used on surfaces that are not specified or directed
to receive noist curing and that are not to receive a grout-cl eaned
finish. Menbrane-form ng curing conmpound shall not be used on surfaces
that contain protruding steel reinforcing, that are heated by free steam
that will have additional concrete bonded to them or that are to be
grout - cl eaned.

.4.3.1 Pi gment ed Curing Conpound

Pi gment ed compound conforming to ASTM C 309, Type 2, Cass A nmay be used
on surfaces that will not be exposed to view when the project is

conpleted. Only pignmented conpound of the styrene acrylate or chlorinated
rubber formulation conforming to ASTM C 309, Cass B, requirenents nmay be
used on surfaces that are to be painted or to receive bitum nous roofing or
wat er proofing or floors that are to receive adhesive applications of
resilient flooring. The curing compound sel ected by the Contractor for
such use shall be compatible with any subsequent paint, roofing, coating,
or flooring specified el sewhere in the contract.

.4.3.2 Nonpi gment ed Curi ng Conpound

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: See the concrete materials design nmenorandum
for guidance on the optional sentence.

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

Nonpi gment ed conpound conform ng to ASTM C 309, Type ID, containing a
fugitive dye may be used on surfaces that will be exposed to view when the
project is conpleted. The reflective requirenments of ASTM C 309 are

wai ved. [Surfaces cured w th nonpi gmented conpound shall be shielded from
direct rays of the sun for 3 days.]

.4.3.3 Application

The curing conmpound shall be applied to forned surfaces i medi ately after
the forns are renpbved. The surfaces shall be thoroughly noistened with
wat er, and the curing conpound applied as soon as free water di sappears.
The curing conmpound shall be applied to unformed surfaces as soon as free
wat er has di sappeared provi ded steps have been taken when necessary to
prevent premature | oss of free water due to excessive evaporation as
descri bed i n paragraph UNFORMED SURFACES above. The curing conpound shal
be applied in a two-coat continuous operation by notorized power-spraying
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equi prent or pressure-tank equi pnent operating at a mini num pressure of 520
kPa 75 psi with provisions for continuous agitation. The application

equi prrent shall be approved in advance. Hand-operated pressure applicators
("garden sprayers") shall not be used except in small, isolated areas as
approved. The conpound shall be applied at a uniformcoverage of not nore
than 10 square neters/L 400 square feet/gallon for each coat. The second
coat shall be applied perpendicular to the first coat. Concrete surfaces
that have been subjected to rainfall within 3 hours after the curing
compound has been applied shall be resprayed by the method and at the
coverage specified. Al concrete surfaces on which the curing conpound has
been applied shall be adequately protected for the duration of the entire
curing period frompedestrian and vehicular traffic and from any ot her

i nfluence that will disrupt the continuity of the curing nenbrane.

4.4 [ Sheet Curing

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: The only concrete that nmay be cured using
sheet shoul d be horizontal or nearly horizontal
finished surfaces such as roof slabs, uncol ored
floors or the first course of two-course floors, or
floors that are to be covered with tile or resilient
flooring.
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The foll owi ng concrete surfaces may be cured using sheets: [__ 1;

[ 1; [ ]. Sheets shall be used only on horizontal or near

hori zontal surfaces. The sheets shall conply with the requirenents of

ASTM C 171, except that polyethyl ene sheet shall not be used. Al surfaces
shal | be thoroughly wetted and conpl etely covered with waterproof paper, or
pol yet hyl ene-coated burlap. Covering shall be laid with light-col ored side
up. Covering shall be I apped not | ess than 100 mr 4 inches and taped to
forma continuous cover with conpletely closed joints. The sheet shall be
wei ghted to prevent displacenment so that it remains in contact with the
concrete during the specified I ength of curing. Coverings shall be fol ded
down over exposed edges of slabs and secured by approved nmeans. Sheets
shall be inmediately repaired or replaced if tears or holes appear during
the curing period.]

. 4.5 Seal ed I nsul ation Curing

Bet ween dates listed in paragraph COLD WEATHER PROTECTI ON bel ow where col d
weat her protection is provided entirely by insulation, all joints in the
insulation shall be sealed to retard noisture | oss and naintain a sea

t hroughout the curing period.

.4.6 Prot ecti on
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NOTE: Add nore sophisticated requirenents for
vi bration control where appropriate.
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No fire or excessive heat shall be permitted near or in direct contact with
concrete at any tinme. No vibratory earth conpacti on equi pnent or

pi l e-driving equi prent shall be operated within 30 nm 100 feet horizontally
of concrete less than 5 days old. Blasting shall not be permitted within
30 m 100 feet horizontally of concrete | ess than 90 days old. Blasting

pl ans shall be approved by the Contracting Officer. Al galleries,
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conduits, and other openings through the concrete shall be kept closed or
seal ed during the entire construction period. The surface of the concrete
shall be protected fromrain or snow during placing.

4.7 Col d Weat her Protection

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: The editor nust insert the insulating val ue
and the cal endar dates in the appropriate bl anks.
The values will be taken fromthe thermal study that
was perforned during design of the structure. The
par agraph nay be revised or expanded to provide
varying insulating values and dates for various
concrete features of the project in accordance wth
the thermal study.
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Between [ ] of each year and | ] of the follow ng year, al
concrete [l ess than 30 days old] [inmediately after placing] shall be
covered for a period of [__ ] days with insulation that provides an R
value not less than [__ ] square neter degree Cel sius per watt hour
square foot degree Fahrenheit per BTU.

a. The insulation shall be maintained in such a condition that the R
val ue does not dimnish during the period of protection. Edges and
corners of the placenent shall be protected with a double layer of the
i nsul ati on specified above for a m ni mumdi stance of 0.6 m 2 feet in
all directions.

b. Concrete placed prior to the starting date shall be insulated from

the starting date until it reaches an age of | ] days. Concrete
pl aced after the starting date shall be continuously insulated during
and subsequent to placenent [until it reaches an age of | ] days

or] until the end of the protection period [, whichever comes first].

c. Forns shall be insulated in such a nanner that the conbined
forminsul ati on systemshall have a thernal resistance (R val ue) not

| ess than that specified. Insulation and the comnbined forminsulation
system shall remain in place for at |least 5 days after placement of the
concrete. After 5 days, forns and insulation on vertical surfaces nay
be renoved for periods not to exceed 4 hours in a 24 hour period to
allow forns to be noved, and insulation on horizontal surfaces may be
renoved for periods not to exceed 8 hours in a 24 hour period to allow
reinforcement to be installed, insulation to be installed, lift joints
to be prepared, etc. provided that suitable precautions are taken to
prevent the concrete from being subjected at any tine to anbient
tenperatures of minus 7 degrees C 20 degrees F or bel ow

d. The first 1.8 m 6 feet of all steel protruding frominsul ated
concrete shall be insulated with material having an R val ue as stated.
All formbolts and netal ribs on the fornms shall be insulated in a like
manner. During the period of protection there shall be no holes or
openings in the insulation or between the insulation and concrete which
permt anmbient air to penetrate the insulation except as noted for
construction purposes. Special attention shall be given to seans,
corners, and edges to prevent holes or openings in the insulation
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3.5 BASE PLATES AND BEARI NG PLATES
3.5.1 Setting of Plates

After being plunbed and properly positioned, colum base plates, bearing

pl ates for beans and simlar structural nenbers, and machi nery and

equi prrent base plates shall be provided full bearing using nonshrink

grout. The space between the top of the concrete bearing surface and the

bottom of the plate shall not be |l ess than 1/24 of the width of the plate or
13 mr 1/2 inch, whichever is greater. Concrete surfaces shall be clean,

free of oil, grease, and laitance, and shall be danp. Metal surfaces shal

be clean and free of oil, grease, and rust.

3.5.2 Nonshri nk Grout

Nonshrink grout shall conformto the requirenent of paragraph MATERI AL
SPECI FI CATI ON. Water content shall be the minimumthat will provide a
fl owabl e m xture and conpletely fill the space to be grouted w thout
segregation, bleeding, or reduction of strength.

3.5.2.1 M xi ng and Pl aci ng

M xi ng and pl acing shall be in conformance with the material manufacturer's
instructions and as specified. |Ingredients shall be thoroughly dry-nm xed
before adding water. After adding water, the batch shall be mxed for 3

m nutes. Batches shall be sized to allow continuous placement of freshly
m xed grout. Gout not used within 30 mnutes after mxing shall be

di scarded. The space between the top of the concrete or mamsonry bearing
surface and the plate shall be filled with the grout. Fornms shall be of
wood or other suitable material for retaining the grout and shall be
renoved after the grout has hardened. |If Grade "A" grout is used, al
surfaces, including top surfaces, shall be formed to provide restraint.

The placed grout shall be worked to elimnate voids; however, overworking
and breakdown of the initial set shall be avoided. Gout shall not be
retenpered or subjected to vibration fromany source. Were clearances are
unusual ly small, placenent shall be nmade under pressure with a grout punp.
Tenperature of the grout, and of surfaces receiving the grout, shall be

mai ntai ned at 20 to 30 degrees C 65 to 85 degrees F until after setting.

3.5.2.2 Treat ment of Exposed Surfaces
Those types of grout containing netallic aggregate, Grade B or C grout,
shal |, after setting, have exposed surfaces under cut back 1 inch fromthe
edge of the base plate and i mrediately covered with a thick coat of nortar
proportioned by wei ght of one part portland cenent, two parts sand, and
sufficient water to make the m xture placeable. The parge coat shall have
a smooth, dense finish. The exposed surface of other types of nonshrink
grout shall have a snmoboth, dense finish

3.5.2.3 Curing

Grout and parge coats shall be cured in confornance w th paragraph CURI NG
AND PROTECTI ON above.

3.6 [ BLOCK- OUT CONCRETE]
3.6.1 [ Composition and Proportions

Bl ock-out concrete shall be conmposed of portland cenent, water, fine and
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3.

coarse aggregate, and admi xtures. The concrete m xture proportions,
including adm xture, will be provided by the Contracting Oficer. An
expansi ve adm xture shall be used to cause the bl ockout concrete to expand
to fit snugly in the space that confines it. The expansive adm xture shal
conformto the requirenents of ASTM C 937 for grout fluidifier. Any

bl ock-out concrete not placed within 30 minutes after contact of the cenent
and admi xture shall be wasted. The bl ock-out shall be confined on al

sides to provide restraint.]

.6.2 [ Pl aci ng Bl ock-out Concrete

Bl ockouts shall be provided as shown on the plans for the enbednment of gate
seal seats, gate guides, bul khead gui des, beans enbedded for bul khead
seal s, crane rails, and other enbedded netal work as appropriate. Prior to
installation of enbedded itens, the block-outs or recesses shall be cl eaned
in accordance with applicable requirenents of the paragraph on construction
joint treatnment. After installation of enbedded itens and prior to placing
any fornms, all surfaces of the block-outs or recesses and surfaces of itens
to be enbedded shall be thoroughly cleaned of all |oose material, oil
grease, and other contam nants whi ch m ght reduce the bond between the
surfaces of the blockouts or recesses and new concrete. Extreme caution
shal | be exercised in placing block-out concrete to avoid distortion or

di spl acenent of the enbedded itens.]

7 TESTS AND | NSPECTI ONS

7.1 Cener al

EE R R R S I R R I R I R I R S R R R R S R R I R I R R R R R R

NOTE: The title of the certification provided by
AClI that concrete inspectors/technicians have to
have to performconcrete testing was changed from
"Concrete Transportation Construction Inspector” to
"Concrete Construction Inspector” in 2004. Since
the certification is good for 5 years, both titles
will be kept in the specifications through 2006;
pi ck the correct bracketed statement for projects
prior to 2004.
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Performthe follow ng inspection and tests as described, and, based upon
the results of these inspections and tests, take the action required and
submit reports as required. \Wen, in the opinion of the Contracting
Oficer, the concreting operation is out of control, concrete placenent
shal | cease. The laboratory performng the tests shall be onsite and shal
conformwith the requirenents given in ASTM C 1077. The individuals who
sanpl e and test concrete or the constituents of concrete as required in
this specification shall have denpbnstrated a know edge and ability to
performthe necessary test procedures equivalent to the ACl mini num

gui delines for certification of Concrete Field Testing Technicians, G ade
. The Governnent will inspect the |aboratory, equipnent, and test
procedures prior to start of concreting operations and at |east once per
year thereafter for conformance with ASTM C 1077. The indivi dual who
performs the inspection shall have denonstrated a know edge and ability
equi valent to the ACI m ni mum guidelines for certification of [Concrete
Transportation Construction Inspector (CTCl)] [Concrete Construction

| nspector (CCl)].
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3.7.2 Testing and | nspection Requirenents

3.7.2.1 Fi ne Aggregate
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NOTE: If the optional requirenent to linit the
amount of material passing the 75 um (No. 200) sieve
was i nvoked in paragraph AGGREGATES in PART 2, the
requi renent to perform ASTM C 117 must be invoked in
subpar agraph a.

EE R R R S I R R I R I R S R R R R O S R R R I R I R R S R R R R R O

a. Gading - At |east once during each shift when the concrete plant
is operating, there shall be one sieve analysis and fineness nodul us
determ nation in accordance with ASTM C 136 [, ASTM C 117] and

COE CRD-C 104 for the fine aggregate or for each fine aggregate if it
is batched in nore than one size or classification. The |location at
whi ch sanpl es are taken nay be selected by the Contractor as the nost
advant ageous for control. However, the Contractor is responsible for
delivering fine aggregate to the nmixer within specification limts.
The results shall be recorded on a sheet on which are al so shown the
specification limts applicable to the project.

b. Fineness Mdydulus Control Chart - Results for fineness nodul us shal
be grouped in sets of three consecutive tests, and the average and
range of each group shall be plotted on a control chart. The upper and
| ower control limts for average shall be drawn 0.10 units above and
bel ow the target fineness nodulus, and the upper control limt for
range shall be 0.20 units above the target fineness nodul us.

c. Corrective Action for Fine Aggregate G ading - Wen the anpunt
passi ng any sieve is outside the specification [imts, the fine
aggregate shall be inmediately resanpled and retested. |If there is
another failure for any sieve, the fact shall immediately be reported.
Whenever a point on the fineness nodulus control chart, either for
average or range, is beyond one of the control linits, the frequency of
testing shall be doubled. If two consecutive points are beyond the
control limts, the process shall be considered out of control and
concreting shall be stopped. Notify the Contracting O ficer, and take
i mediate steps to rectify the situation. After two consecutive points
have fallen within the control limts, testing at the normal frequency
may be resuned.

d. Misture Content Testing - Wen in the opinion of the Contracting
Oficer the electric noisture neter is not operating satisfactorily,
there shall be at least four tests for npoisture content in accordance
with ASTM C 566 during each 8-hour period of nixing plant operation
The tines for the tests shall be selected randomy w thin the 8-hour
period. An additional test shall be nmade whenever the slunp is shown
to be out of control or excessive variation in workability is reported
by the placing foreman. When an electric noisture meter is operating
satisfactorily, at |east two direct neasurenents of npisture content
shal | be nade per week to check the calibration of the meter. The
results of tests for npoisture content shall be used to adjust the added
water in the control of the batch plant.

e. Misture Content Corrective Action - Wenever the noisture content

of the fine aggregate changes by 0.5 percent or nore, the scale
settings for the fine-aggregate batcher and water batcher shall be
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adjusted (directly or by neans of a npisture conpensation device).
2 Coar se Aggregate

a. Gading - At |east once during each shift in which the concrete
plant is operating, there shall be a sieve analysis in accordance with
ASTM C 136 for each size of coarse aggregate. The |ocation at which
sanmpl es are taken may be selected by the Contractor as the npst

advant ageous for production control. However, the Contractor is
responsi ble for delivering the aggregate to the mxer within
specification limts. A test record of sanples of aggregate taken at
the sane | ocations shall show the results of the current test as well
as the average results of the five nost recent tests including the
current test. The Contractor may adopt limits for control coarser than
the specification limts for sanples taken other than as delivered to
the mxer to allow for degradation during handling. Wen facilities
are available to test sanples five tines as |large as those required in
ASTM C 136, no averagi ng shall be done.

b. Corrective Action for Grading - Wen the ampunt passing any sieve
is outside the specification lints, the coarse aggregate shall be

i medi ately resanpled and retested. |If the second sanple fails on any
sieve, that fact shall be reported. Were two consecutive averages of
five tests (or two consecutive tests where |arge sanples are used) are
out side specification limts, the operation shall be considered out of
control, and that fact shall be reported, concreting shall be stopped,
and i mredi ate steps shall be taken to correct the grading.

c. Coarse Aggregate Moisture Content - A test for noisture content of
each size group of coarse aggregate shall be made at | east once a
shift. When two consecutive readings for smallest size coarse
aggregate differ by nore than 1.0 percent, frequency of testing shal
be increased to that specified previously for fine aggregate.

d. Coarse Aggregate Moisture Corrective Action - Wienever the noisture
content of any size of coarse aggregate changes by 0.5 percent or nore,
the scale setting for the coarse aggregate batcher and the water

bat cher shall be adjusted to conpensate for this.

e. Particle Shape Testing - Wen directed, a problemexists in
connection with aggregate particle shape, tests shall be nade in
accordance with ASTM D 4791. Testing frequency shall be not |ess than
one per day, when directed.

f. Particle Shape Corrective Action - When testing for particle shape
is required, two consecutive failures in the sane sieve size shall be
i medi ately reported, who shall determ ne what corrective action is
needed.

g. Mterial Finer than the 75-pm (No. 200) Sieve - Wen in the opinion
of the Contracting Oficer, a problemexists in connection with the

cl eanl i ness of aggregate, tests shall be nade in accordance wth

ASTM C 117. Testing frequency shall be as directed.

h. Corrective Action for Material Finer than the 75-um (No. 200) Sieve
- When material finer than the 75-pum (No. 200) sieve exceeds 1.0
percent of the weight of the aggregate finer than 37.5 mr 1-1/2 inches
or 0.5 percent of the weight of the aggregate coarser than 37.5 mr
1-1/2 inches, the Contracting O ficer shall be notified and steps, such
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3.7.2.3

as washing or other corrective action, shall be initiated i nmediately.

Qual ity of Aggregates

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O

NOTES: Tests should be those listed in paragraph
MATERI AL SPECI FI CATI ON

The petrographic exam nation shall be used to
identify del eterious substances in aggregates.

Del et eri ous substances shall be listed individually
with respective linits.

EE R R R I R R I I R R R I I R R R Ok S R R I R I R I O R O

a. Frequency of Quality Tests - Prior to submitting sanples for

m xture proportioning studies and 30 days prior to the start of
concrete placenent, performthe tests for aggregate quality in the
following list. 1In addition, after the start of concrete placenent,
performtests for aggregate quality in accordance with the foll ow ng
frequency schedule. Sanples tested after the start of concrete

pl acenent shall be taken inmediately prior to entering the concrete
m xer.

FREQUENCY
PROPERTY FI NE AGGREGATE COARSE AGGREGATE TEST
[ Specific ASTM C 127
Gavity Every 3 nonths Every 3 nonths ASTM C 128]
[ Absorption Every 3 nonths Every 3 nonths ASTM C 127
ASTM C 128]
[Durability Fact or using CCE CRD-C 144
(Procedure A) Every 12 nonths Every 12 nont hs ASTM C 666/ C 666V
[Cay Lunps
and Friable
Particles Every 3 nonths Every 3 nont hs ASTM C 142]
[ Material Finer
than the 75-um
(No. 200) Sieve Every 3 nonths Every 3 nonths ASTM C 117]
[Organic
I npurities Every 3 nonths Not applicabl e ASTM C 40]
[L. A Abrasion Not appli cabl e Every 6 nonths ASTM C 131
ASTM C 535]
[ Soft and
Friabl e
(Scratch
Har dness) Not appli cabl e Every 6 nonths CCE CRD-C 130]

[ Pet rographi c
Exam nati on

[Chert, less

Every 6 nonths

Every 6 nonths
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FREQUENCY
PROPERTY  FI NE AGGREGATE COARSE AGGREGATE TEST

than 2. 40
specific
gravity Every 6 nonths Every 6 nonths ASTM C 123]

[ Coal and

Lignite,

| ess than

2.00 specific

gravity Every 6 nonths Every 6 nonths ASTM C 123]

b. Corrective Action for Aggregate Quality - If the result of a
quality test fails to neet the requirenents for quality during

subm ttal of sanples for m xture-proportioning studies or inmediately
prior to start of concrete placenent, production procedures or
materials shall be changed and additional tests shall be perforned
until the material neets the quality requirenents prior to proceeding
with either mxture-proportioning studies or starting concrete

pl acenent. After concrete placement conmences, whenever the result of
atest for quality fails the requirenments, the test shall be rerun

imediately. |f the second test fails the quality requirenent, the
fact shall be reported and i nmedi ate steps taken to rectify the
situation.

3.7.2.4 Scal es

a. Weighing Accuracy - The accuracy of the scal es shall be checked by
test weights at |east once a nonth for confornmance with the applicable
requi renents of paragraph PLANT AND EQUI PMENT. Such tests shall also
be made as directed whenever there are variations in properties of the
fresh concrete that could result from batching errors.

b. Batching and Recording Accuracy - Once a week the accuracy of each
bat chi ng and recordi ng device shall be checked during a wei ghi ng
operation by noting and recording the required weight, recorded weight,
and the actual weight batched. Confirmthat the calibration devices
descri bed i n paragraph PLANT AND EQUI PMENT in PART 2, for checking the
accuracy of di spensed adm xtures, are operating properly.

c. Scales Corrective Action - Wen either the weighing accuracy or

bat chi ng accuracy does not conply with specification requirenents, the
pl ant shall not be operated until necessary adjustnments or repairs have
been nade. Discrepancies in recording accuracies shall be corrected

i medi at el y.

3.7.2.5 Bat ch- Pl ant Contr ol

The neasurenent of all constituent materials including cementitious
materi al s, each size of aggregate, water, and adm xtures shall be
continuously controlled. The aggregate wei ghts and anount of added water
shal | be adjusted as necessary to conpensate for free noisture in the
aggregates. The anount of air-entraining agent shall be adjusted to
control air content within specified linmts. A report shall be prepared

i ndi cating type and source of cenment used, type and source of pozzol an or
sl ag used, amount and source of adm xtures used, aggregate source, the
requi red aggregate and water weights per cubic neter yard, anount of water
as free nmoisture in each size of aggregate, and the batch aggregate and
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wat er wei ghts per cubic neter yard for each class of concrete batched
during plant operation.

3.7.2.6 Concrete

a. Ar Content - At least two tests for air content shall be nade on
randonmly sel ected batches of each concrete m xture produced during each
8 hour period of concrete production. Additional tests shall be made
when excessive variation in workability is reported. Tests shall be
made in accordance with ASTM C 231. The average of each set of two
tests for each mixture shall be plotted on control charts on which the
average percent and upper and lower limts are set in accordance wth
par agraph MATERI ALS FOR M XTURE PROPORTI ONI NG STUDIES, in PART 1, for
each NMBA. The range between two consecutive tests for each m xture
shall be plotted on a control chart on which the upper control limt is
3.0 percent. Sanples for air content shall nornmally be taken at the

m xer, however the Contractor is responsible for delivering the
concrete to the forms at the proper air content. Sanples shall be
taken at the placenent site as often as required, depending on the
Contractor's delivery nethod, to determ ne any air | oss.

b. Air Content Corrective Action - \Wenever points on the contro

chart approach the upper or lower control limts, an adjustnent should
be made in the ampunt of air-entraining adm xture batched. |If a single
test result is outside the specification limt, imediate adjustnment is
mandatory. As soon as practical after each adjustnment, another test
shall be nade to verify the correction of the adjustnment. Wenever a
point falls above the upper control for range, the dispenser shall be
calibrated to ensure that it is operating correctly and with good
reproducibility. Wenever two consecutive points either for average or
range are outside the control limts, the Contracting Oficer shall be
notified.

c. Slunp Testing - At least two slunp tests shall be nade in
accordance with ASTM C 143/ C 143N on each concrete m xture produced
during each 8-hour period or |ess of concrete production each day.

Addi tional tests shall be nade when excessive variation in workability
is reported. The result of each test for each m xture shall be plotted
on a control chart on which the upper and lower limts are set as
specified in paragraph M XTURE PROPORTI ONl NG. The range shall be
plotted on a control chart on which the upper control limt is 50 nmr 2
inches. Sanples for slunp shall be taken at the m xer, however the
Contractor is responsible for delivering the concrete to the placenent
site at the stipulated slump. |If the Contractor's materials or
transportati on met hods cause slunp | oss between the mxer and the

pl acenent, sanples shall be taken at the placenment site as often as
required by the Contracting Oficer

d. Slunp Corrective Action - \Wenever points on the control chart
approach the upper or lower control limts, an adjustment shall be nade
in the batch weights of water and fine aggregate. The adjustnments are
to be nade so that the total water content does not exceed that amount
specified in the nixture proportions provided based on the free water
avai l able with the aggregates and that ampbunt of water batched. |If the
adjustrments to the batch weights of water and aggregates do not
satisfactorily produce the required slunmp, the Contracting Oficer may
adjust the mxture proportions if the fine-aggregate noi sture content
is stable and within the required Iimts. Wen a single slunp is
outside the control limts, such adjustnment is nmandatory. As soon as
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practical after each adjustnment, another test shall be nade to verify
the correctness of the adjustment. Wenever two consecutive individua
slunp tests, made during a period when there was no adjustnent of batch
wei ghts, produce a point on the control chart for range above the upper
control limts, the slunp shall be considered to be out of control, the
concreting operation halted, and the additional testing for aggregate
noi sture content required shall be undertaken, and action taken

i mediately to correct the problem

e. Conpression Test Cylinders - At |east one set of test cylinders
shal | be nade each shift on each different concrete mixture placed
during the shift. Additional sets of test cylinders shall be nade, as
directed, when the mxture proportions are changed or when | ow
strengt hs have been detected. A random sanpling plan shall be

devel oped by the Contractor and approved by the Contracting Oficer
prior to start of construction. The plan shall assure that sanpling is
done in a conpletely random and unbi ased, not just haphazard, nmanner.
A set of test cylinders for structural concrete containing Type | or
Type Il portland cement only shall consist of six cylinders, two to be
tested at 24 hours, two at 7 days, and two at 28 days. A set of test
cylinders for all other concrete shall consist of six cylinders, two to
be tested at 24 hours, one at 7 days, one at 28 days, and two at 90
days. In addition, for all concrete except that containing Type | or
Type |l portland cenent only, every 2 nonths four additional cylinders
shall be nade and two tested at 6 nonths of age and two tested at 12
nont hs of age. The 24-hour test cylinders shall be nolded, cured, and
tested in accordance with ASTM C 684, Method A. Al other test

speci mens shall be nolded and cured in accordance with ASTM C 31/ C 31N
and tested in accordance with ASTM C 39/C 39NM. Al conpressive
strength tests shall be reported imediately. Quality control charts
shall be kept for individual strength tests, noving average for
strength and nmovi ng average for range for each mxture. The charts
shall be simlar to those found in ACI 214R.

3.7.2.7 I nspection Before Placing

Foundati on or construction joints, forms, and enbedded itens shall be
inspected in sufficient tine prior to each concrete placenent in order to
certify that they are ready to receive concrete. The results of each

i nspection shall be reported in witing.

3.7.2.8 Concrete Pl acenent

a. Placing Inspection - The placing foreman shall supervise al

pl aci ng operations, shall determ ne that the correct quality of
concrete or grout is placed in each location as directed, and shall be
responsi bl e for nmeasuring and recordi ng concrete tenperatures and

anbi ent tenperature hourly during placing operations, weather
conditions, tinme of placenent, volune yardage placed, and nethod of

pl acenent .

b. Placing Corrective Action - The placing foreman shall not permt
placing to begin until he has verified that an adequate nunber of
vibrators in working order and with conpetent operators are avail abl e.
Pl aci ng shall not be continued if any pile of concrete is inadequately

consolidated. |If any batch of concrete fails to neet the tenperature
requi renents, inmrediate steps shall be taken to inprove tenperature
control s.
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3.7.2.9 Vi brators

3. 7.

2.

a. Vibrator Testing and Use - The frequency and anplitude of each

vi brator shall be determned in accordance with COE CRD-C 521prior to
initial use and at |east once a nonth when concrete is being placed.
Addi tional tests shall be made as directed when a vibrator does not
appear to be adequately consolidating the concrete. The frequency
shal |l be deternmined while the vibrator is operating in concrete with
t he tachoneter being held against the upper end of the vibrator head
whi | e al nost subnerged and just before the vibrator is withdraw from
the concrete. The anplitude shall be determ ned with the head
vibrating in air. Two neasurenents shall be taken, one near the tip
and anot her near the upper end of the vibrator head, and these results
averaged. The nmake, nodel, type, and size of the vibrator and
frequency and anplitude results shall be reported in witing.

b. Vibrator Corrective Action - Any vibrator not neeting the
requi renents of paragraph PREPARATI ON FOR PLACI NG above shal | be
i mredi ately renoved from service and repaired or replaced

10 Curing

a. Mist Curing Inspections - At |least twice each shift, and tw ce per
day on nonwork days an inspection shall be nade of all areas subject to
noi st curing. The surface noisture condition shall be noted and

recor ded.

b. Mist Curing Corrective Action - Wien a daily inspection report
lists an area of inadequate noi stness, imediate corrective action
shal |l be taken, and the required curing period for those areas shall be
extended by one (1) day.

c. Menbrane Curing Inspection - No curing conmpound shall be applied
until the Contractor's authorized representative has verified that the
conpound is properly mixed and ready for spraying. At the end of each
operation, estinmate the quantity of conpound used by nmeasurenent of the
contai ner and the area of concrete surface covered and conpute the rate
of coverage in square neters/L square feet per gallon. Note whether or
not coverage is uniform

d. Menbrane Curing Corrective Action - Wien the coverage rate of the
curing conpound is less than that specified or when the coverage is not
uniform the entire surface shall be sprayed again

e. Sheet Curing Inspection - At |east once each shift and once per day
on nonwor k days, an inspection shall be made of all areas being cured
usi ng sheets. The condition of the covering and the tightness of the

| aps and tapes shall be noted and recorded.

f. Sheet Curing Corrective Action - Wen a daily inspection report
lists any tears, holes, or laps or joints that are not conpletely
closed, the tears and holes shall pronptly be repaired or the sheets
repl aced, the joints closed, and the required curing period for those
areas shall be extended by one (1) day.

3.7.2.11 Col d Weat her Protection and Seal ed Insul ation Curing

At

| east once each shift and once per day on nonwork days an inspection
shal |l be nade of all areas subject to cold weather protection. The
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protection systemshall be inspected for holes, tears, unsealed joints, or
ot her incongruities which could result in damage to the concrete. Specia
attention shall be taken at edges, corners, and thin sections. Any
deficiencies shall be noted, corrected, and reported.

.7.2.12 Col d Weat her Protection Corrective Action

VWhen a daily inspection report lists any holes, tears, unsealed joints, or
other incongruities, the deficiency shall be corrected inmrediately and the
peri od of protection extended for one (1) day.

3.7.2.13 M xer Uniformty

Rk Ik kR IR R R Sk O e S R R AR R Rk Rk O o O Rk S I O O R o A

NOTE: The optional phrases should be used if the
Contractor is to performthe initial test.

Correlate with paragraph PLANT AND EQUI PMENT in PART
2.

EE IR R R I R R I I R R R I I O R R R R Ok S R R R R R I R I I O R O

a. Stationary Mxers - [Prior to the start of concrete placing and]
once every 3 nonths when concrete is being placed, or once for every
57,000 cubic neters 75,000 cubic yards of concrete placed, whichever
results in the longest tinme, interval uniformty of concrete mixing
shall be determined in accordance wi th paragraph PLANT AND EQUI PMENT in
PART 2. [The initial and] every fourth set of tests shall be regular

tests performed on three batches of concrete. Intermediate uniformty
tests shall be abbreviated tests performed on a single batch of
concrete. |If the mixer fails the abbreviated test, a regular test

shal |l be imediately perforned. Wenever adjustnents in a mxer or
increased mxing tinme are required because of failure of a uniformty
test, the mxer shall be reevaluated by a regular test after the

adj ust ments have been conpleted. |f the Contractor proposes to reduce
a mxing time, a regular test shall be performed to evaluate the
proposed tinme. Additional testing shall be perfornmed when directed
when there is visible evidence of possible inproper m xer performance.
Results of all uniformty tests shall be reported in witing.

b. Truck Mxers - Prior to the start of concrete placing and at | east
once every 6 nonths when concrete is being placed, uniformty of
concrete shall be determined in accordance with ASTM C 94/ C 94N. The
truck m xers shall be selected randomy for testing. Wen satisfactory
performance is found in one truck mixer, the performance of nixers of
substantially the same design and condition of the blades may be
regarded as satisfactory. Results of tests shall be reported in
writing.

3.7.2.14 M xer Uniformty Corrective Action

VWhen a mixer fails to nmeet mixer uniformty requirements, either the nixing
time shall be increased, batching sequence changed, batch size reduced, or

adj ustnents shall be made to the mixer until conpliance is achieved.

. 7.3 Reports

Al results of tests or inspections conducted shall be reported informally

as they are conpleted and in witing daily. A weekly report shall be

prepared for the updating of control charts covering the entire period from
the start of the construction season through the current week. During
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peri ods of cold weather protection, reports of pertinent tenperatures shall
be made daily. These requirements do not relieve the Contractor of the
obligation to report certain failures imediately as required in preceding
par agr aphs. Such reports of failures and the action taken shall be
confirmed in witing in the routine reports. The Contracting Oficer has
the right to examne all contractor quality control records.

-- End of Section --
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