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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  sel ect - mat er i al  base cour se f or  
r i gi d pavement  and sel ect - mat er i al  subbase cour se 
f or  f l exi bl e pavement  and per vi ous pavement  syst ems.

Adher e t o UFC 1- 300- 02 Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Cr i t er i a Change Request  ( CCR) .

**************************************************************************

**************************************************************************
NOTE:   The gui de t i t l e must  be edi t ed t o sui t  
pr oj ect  r equi r ement s wher e t he pavement  st r uct ur es 
so di ct at e.

**************************************************************************

PART 1   GENERAL

1. 1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.  The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.
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Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out s i de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y  
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y  
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publ i cat i ons l i s t ed bel ow f or m a par t  of  t hi s speci f i cat i on t o t he 
ext ent  r ef er enced.   The publ i cat i ons ar e r ef er r ed t o wi t hi n t he t ext  by t he 
basi c desi gnat i on onl y.

ASTM I NTERNATI ONAL ( ASTM)

ASTM C117 ( 2017)  St andar d Test  Met hod f or  Mat er i al s 
Fi ner  t han 75- um ( No.  200)  Si eve i n 
Mi ner al  Aggr egat es by Washi ng

ASTM C131/ C131M ( 2014)  St andar d Test  Met hod f or  Resi st ance 
t o Degr adat i on of  Smal l - Si ze Coar se 
Aggr egat e by Abr asi on and I mpact  i n t he 
Los Angel es Machi ne

ASTM C136/ C136M ( 2014)  St andar d Test  Met hod f or  Si eve 
Anal ysi s of  Fi ne and Coar se Aggr egat es

ASTM C29/ C29M ( 2017a)  St andar d Test  Met hod f or  Bul k 
Densi t y ( " Uni t  Wei ght " )  and Voi ds i n 
Aggregate

ASTM D1556/ D1556M ( 2015;  E 2016)  St andar d Test  Met hod f or  
Densi t y and Uni t  Wei ght  of  Soi l  i n Pl ace 
by Sand- Cone Met hod

ASTM D1557 ( 2012;  E 2015)  St andar d Test  Met hods f or  
Labor at or y Compact i on Char act er i s t i cs of  
Soi l  Usi ng Modi f i ed Ef f or t  ( 56, 000 
f t - l bf / f t 3)  ( 2700 kN- m/ m3)

ASTM D1883 ( 2016)  St andar d Test  Met hod f or  Cal i f or ni a 
Bear i ng Rat i o ( CBR)  of  
Labor at or y- Compact ed Soi l s

ASTM D2940/ D2940M ( 2015)  St andar d Speci f i cat i on f or  Gr aded 
Aggr egat e Mat er i al  f or  Bases or  Subbases 
f or  Hi ghways or  Ai r por t s

ASTM D4318 ( 2017)  St andar d Test  Met hods f or  Li qui d 
Li mi t ,  Pl ast i c Li mi t ,  and Pl ast i c i t y I ndex 
of  Soi l s

ASTM D5106 ( 2015)  St eel  Sl ag Aggr egat es f or  
Bi t umi nous Pavi ng Mi xt ur es
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ASTM D6155 ( 2015)  Nont r adi t i onal  Coar se Aggr egat e f or  
Bi t umi nous Pavi ng Mi xt ur es

ASTM D6270 ( 2008;  R 2012)  Use of  Scr ap Ti r es i n Ci v i l  
Engi neer i ng Appl i cat i ons

ASTM D6938 ( 2017)  St andar d Test  Met hod f or  I n- Pl ace 
Densi t y and Wat er  Cont ent  of  Soi l  and 
Soi l - Aggr egat e by Nucl ear  Met hods ( Shal l ow 
Depth)

ASTM D698 ( 2012;  E 2014;  E 2015)  Labor at or y 
Compact i on Char act er i st i cs of  Soi l  Usi ng 
St andar d Ef f or t  ( 12, 400 f t - l bf / cu.  f t .  
( 600 kN- m/ cu.  m. ) )

ASTM D75/ D75M ( 2014)  St andar d Pr act i ce f or  Sampl i ng 
Aggregates

U. S.  GREEN BUI LDI NG COUNCI L ( USGBC)

LEED NC ( 2009)  Leader shi p i n Ener gy and 
Envi r onment al  Desi gn( t m)  New Const r uct i on 
Rat i ng Syst em

1. 2   RELATED SECTI ONS

**************************************************************************
NOTE:   Per vi ous pavement  syst ems shal l  be i nst al l ed 
i n ar eas wi t h gent l y s l opi ng or  f l at  gr ound,  l i ght  
t r af f i c ,  l i mi t ed heavy t r uck use,  and wher e 
pavement s wi l l  not  r ecei ve snow and i ce t r eat ment s 
( sal t ,  sand,  or  chemi cal ) .   Consul t  manuf act ur er ' s  
r ecommendat i ons f or  col d r egi ons,  ar i d r egi ons,  and 
r egi ons wi t h hi gh wi nd er osi on.   Par ki ng l ot s ar e 
gener al l y good per vi ous pavement  appl i cat i ons.   
I nst al l i ng per vi ous pavement  syst ems cont r i but es t o 
t he f ol l owi ng LEED cr edi t :  SS6.

**************************************************************************

Per vi ous pavement  syst ems shal l  use Sect i on 32 11 24 GRADED CRUSHED 
AGGREGATE BASE COURSE FOR [ PERVI OUS]  [ FLEXI BLE]  PAVEMENT,  and Sect i on
32 13 43 PERVI OUS CONCRETE PAVI NG or  Sect i on 32 12 13 BI TUMI NOUS TACK AND 
PRI ME COATS,  i n addi t i on t o t hi s sect i on.

1. 3   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y  or  cr i t i cal i t y ,  
wi t h a " G" .   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
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Syst em.    Onl y add a “ G”  t o an i t em,  i f  t he 
submi t t al  i s  suf f i c i ent l y i mpor t ant  or  compl ex i n 
cont ext  of  t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i c t  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i c t  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y  ar e not  used f or  Navy 
projects.

Use t he " S"  c l assi f i cat i on onl y i n SD- 11 Cl oseout  
Submi t t al s.   The " S"  f ol l owi ng a submi t t al  i t em 
i ndi cat es t hat  t he submi t t al  i s  r equi r ed f or  t he 
Sust ai nabi l i t y  eNot ebook t o f ul f i l l  f eder al l y  
mandat ed sust ai nabl e r equi r ement s i n accor dance wi t h 
Sect i on 01 33 29 SUSTAI NABI LI TY REPORTI NG.

Submi t t al  i t ems not  desi gnat ed wi t h a " G"  ar e 
consi der ed as bei ng f or  i nf or mat i on onl y f or  Ar my 
pr oj ect s and f or  Cont r act or  Qual i t y Cont r ol  appr oval  
f or  Navy pr oj ect s.

**************************************************************************

Gover nment  appr oval  i s  r equi r ed f or  submi t t al s wi t h a " G"  desi gnat i on;  
submi t t al s not  havi ng a " G"  desi gnat i on ar e [ f or  Cont r act or  Qual i t y  Cont r ol  
appr oval . ] [ f or  i nf or mat i on onl y.   When used,  a desi gnat i on f ol l owi ng t he 
" G"  desi gnat i on i dent i f i es t he of f i ce t hat  wi l l  r evi ew t he submi t t al  f or  
t he Gover nment . ]   Submi t t al s wi t h an " S"  ar e f or  i ncl usi on i n t he 
Sust ai nabi l i t y  eNot ebook,  i n conf or mance t o Sect i on 01 33 29 SUSTAI NABI LI TY 
REPORTI NG.   Submi t  t he f ol l owi ng i n accor dance wi t h Sect i on 01 33 00 
SUBMI TTAL PROCEDURES:

SD- 03 Pr oduct  Dat a

Mat er i al s;  ( LEED NC)
Geot ext i l e;  ( LEED NC)

  Document at i on i ndi cat i ng per cent age of  post - i ndust r i al  and 
post - consumer  r ecycl ed cont ent  per  uni t  of  pr oduct .   I ndi cat e 
r el at i ve dol l ar  val ue of  r ecycl ed cont ent  pr oduct s t o t ot al  dol l ar  
val ue of  pr oduct s i ncl uded i n pr oj ect .

[ Local / Regi onal  Mat er i al s;  ( LEED NC)

  Document at i on i ndi cat i ng di st ance bet ween manuf act ur i ng f aci l i t y  
and t he pr oj ect  s i t e.   I ndi cat e di st ance of  r aw mat er i al  or i gi n 
f r om t he pr oj ect  s i t e.   I ndi cat e r el at i ve dol l ar  val ue of  
l ocal / r egi onal  mat er i al s t o t ot al  dol l ar  val ue of  pr oduct s 
i ncl uded i n pr oj ect . ]

SD- 05 Desi gn Dat a
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Gr adat i on cur ve

SD- 06 Test  Repor t s

Bear i ng r at i o

Li qui d l i mi t

Pl ast i c i t y i ndex

Dr y wei ght  of  s l ag

Per cent age of  wear

Gr adat i on t est s

Densi t y t est s

SD- 07 Cer t i f i cat es

Source

  Locat i on and name.

1. 4   DELI VERY,  STORAGE,  AND HANDLI NG

I nspect  mat er i al s del i ver ed t o t he s i t e and st or e aggr egat es i n a manner  
t hat  wi l l  pr event  segr egat i on and cont ami nat i on.

1. 5   CONSTRUCTI ON EQUI PMENT

Subj ect  t o appr oval  of  t he Cont r act i ng Of f i cer ,  speci al  equi pment  as 
di ct at ed by l ocal  condi t i ons may be used.   Cal i br at ed equi pment ,  such as 
scal es,  bat chi ng equi pment ,  spr eader s,  and ot her  s i mi l ar  equi pment ,  shal l  
have been cal i br at ed by [ a cal i br at i on l abor at or y appr oved by t he 
Cont r act i ng Of f i cer ]  [ a st at e cal i br at i on l abor at or y]  wi t hi n [ 12]  [ _____]  
mont hs of  commenci ng wor k.

1. 6   ENVI RONMENTAL REQUI REMENTS

Do not  const r uct  cour se when at mospher i c t emper at ur e i s bel ow 1. 5 degr ees C 
35 degr ees F or  when weat her  condi t i ons coul d det r i ment al l y  af f ect  qual i t y  
of  f i ni shed cour se.   When t emper at ur e f al l s  bel ow 1. 5 degr ees C 35 degr ees F,  
pr ot ect  ar eas of  compl et ed cour se agai nst  f r eezi ng.

1. 7   SUSTAI NABLE DESI GN REQUI REMENTS

1. 7. 1   Local / Regi onal  Mat er i al s

**************************************************************************
NOTE:   Usi ng l ocal  mat er i al s can hel p mi ni mi ze 
t r anspor t at i on i mpact s,  i ncl udi ng f ossi l  f uel  
consumpt i on,  ai r  pol l ut i on,  and l abor .   Usi ng 
mat er i al s har vest ed and manuf act ur ed wi t hi n a 500 
mi l e r adi us f r om t he pr oj ect  s i t e cont r i but es t o t he 
f ol l owi ng LEED cr edi t :  MR5.   Coor di nat e wi t h Sect i on 
01 33 29 LEED( t m)  DOCUMENTATI ON.   Use second opt i on 
i f  Cont r act or  i s  choosi ng l ocal  mat er i al s i n 
accor dance wi t h Sect i on 01 33 29 LEED( t m)  
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DOCUMENTATI ON.   Use second opt i on f or  USACE 
pr oj ect s.   Ar my pr oj ect s shal l  i ncl ude opt i on onl y 
i f  pur sui ng t hi s LEED cr edi t .

**************************************************************************

[ Use mat er i al s or  pr oduct s ext r act ed,  har vest ed,  or  r ecover ed,  as wel l  as 
manuf act ur ed,  wi t hi n a [ 800] [ _____]  k i l omet er  [ 500] [ _____]  mi l er adi us f r om 
t he pr oj ect  s i t e,  i f  avai l abl e f r om a mi ni mum of  t hr ee sour ces. ] [ See 
Sect i on 01 33 29 LEED( t m)  DOCUMENTATI ON f or  cumul at i ve t ot al  l ocal  mat er i al  
r equi r ement s.   Cour se mat er i al s may be l ocal l y avai l abl e. ]

PART 2   PRODUCTS

2. 1   MATERIALS

**************************************************************************
NOTE:   Use of  mat er i al s wi t h r ecycl ed cont ent ,  
cal cul at ed on t he basi s of  post - i ndust r i al  and 
post - consumer  per cent age cont ent ,  cont r i but es t o t he 
f ol l owi ng LEED cr edi t :  MR4.   Coor di nat e wi t h Sect i on 
01 33 29 LEED( t m)  DOCUMENTATI ON.   Desi gner  must  
ver i f y t hat  pr oduct s meet i ng t he i ndi cat ed mi ni mum 
r ecycl ed cont ent  ar e avai l abl e,  pr ef er abl y f r om at  
l east  t hr ee sour ces,  t o ensur e adequat e 
compet i t i on.   I f  not ,  wr i t e i n sui t abl e r ecycl ed 
cont ent  val ues t hat  r ef l ect  avai l abi l i t y  and 
compet i t i on.   Use second r ecycl ed cont ent  opt i on i f  
Cont r act or  i s  choosi ng r ecycl ed cont ent  pr oduct s i n 
accor dance wi t h Sect i on 01 33 29 LEED( t m)  
DOCUMENTATION.

**************************************************************************

**************************************************************************
NOTE:   Use t he f i r st  gr adi ng opt i on when i nst al l i ng 
a per vi ous pavement  syst em.

**************************************************************************

ASTM D2940/ D2940M,  except  as modi f i ed her ei n.   Mat er i al  shal l  consi st  of  
nat ur al ,  pr ocessed or  bl ends of  wast e concr et e,  masonr y,  cement ,  t i l e,  or  
ot her  wast e mat er i al  f r om on- si t e wor k as speci f i ed;  r ock,  cr ushed 
concr et e,  concr et e bl ock,  or  cr ushed sl ag f r om of f - s i t e gr adi ng or  
demol i t i on wor k;  r ecycl ed por cel ai n,  concr et e,  st one,  or  ot her  r ecycl ed 
mat er i al  compl yi ng wi t h ASTM D6155;  [ Cl ass I  Fi l l ]  [ Cl ass I I  Fi l l ]  t i r e 
compl yi ng wi t h ASTM D6270;  st eel  s l ag compl yi ng wi t h ASTM D5106;  gr avel ;  
st one;  s l ag;  cher t ;  cal i che;  l i mer ock;  cor al ;  shel l ;  quar r y and mi ne wast e;  
sand;  or  scr eeni ngs;  and soi l  or  ot her  s i mi l ar  bi ndi ng or  f i l l er  mat er i al .   
Mat er i al  [ shal l  cont ai n a mi ni mum of  [ 5] [ 10] [ _____]  per cent  post - consumer  
r ecycl ed cont ent ,  or  a mi ni mum of  [ 20] [ 40] [ _____]  per cent  post - i ndust r i al  
r ecycl ed cont ent ,  and ] shal l  be f r ee- dr ai ni ng.   [ See Sect i on 01 33 29 
LEED( t m)  DOCUMENTATI ON f or  cumul at i ve t ot al  r ecycl ed cont ent  r equi r ement s.   
Mat er i al  may cont ai n post - consumer  or  post - i ndust r i al  r ecycl ed cont ent .   
] Obt ai n mat er i al s f r om sour ces appr oved by t he Cont r act i ng Of f i cer .   
Pr el i mi nar y appr oval  of  pi t s shal l  not  mean t hat  mat er i al  f ound i n t he 
deposi t  wi l l  be accept abl e.  Maxi mum di mensi ons of  mat er i al  par t i c l es shal l  
not  be gr eat er  t han t wo- t hi r ds t he compact ed t hi ckness of  t he l ayer  i n 
whi ch i t  i s  t o be pl aced.   Coar se aggr egat e shal l  have a per cent age of  wear  
of  not  mor e t han 40 as det er mi ned by ASTM C131/ C131M.   Mat er i al  shal l  have 
a bear i ng r at i o of  at  l east  [ 30]  [ _____]  as det er mi ned by l abor at or y t est  
on a f our  day soaked speci men i n accor dance wi t h ASTM D1883;  compact  t he 
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speci men i n accor dance wi t h ASTM D1557,  Met hod B,  C,  or  D.   Mat er i al  
passi ng t he 425 mi cr omet er s No.  40 s i eve shal l  have a l i qui d l i mi t  of  not  
mor e t han 25 and a pl ast i c i t y i ndex of  not  mor e t han 5 i n accor dance wi t h 
ASTM D4318.   Sl ag shal l  be an ai r - cool ed bl ast  f ur nace pr oduct  havi ng a dr y 
wei ght  not  l ess t han 1041 kg per  cubi c met er  65 pounds per  cubi c f oot  when 
t est ed i n accor dance wi t h ASTM C29/ C29M and consi st i ng of  angul ar  f r agment s 
uni f or m i n densi t y and qual i t y  and r easonabl y f r ee f r om t hi n and el ongat ed 
pi eces,  di r t ,  or  ot her  obj ect i onabl e mat er i al .   [ Gr adi ng shal l  be a mi ni mum 
of  19 mm 3/ 4 i nch and a maxi mum of  38 mm 1. 5 i nches. ] [ Gr adat i on of  t he 
f i nal  composi t e mi xt ur e shal l  conf or m t o t he f ol l owi ng s i ze and shal l  be 
t he basi s of  t he gr adat i on cur ve:

**************************************************************************
NOTE:   The gr adat i on shown i n t he f ol l owi ng t abl e i s 
t he mi ni mum r ecommended t o obt ai n a Cal i f or ni a 
Bear i ng Rat i o ( CBR)  of  30.   I f  a CBR gr eat er  t han 30 
i s r equi r ed,  speci f y a gr adat i on t o sui t .   Wher e 
possi bl e,  sel ect  a gr adat i on t o sui t  l ocal  mat er i al s 
and pr oj ect  r equi r ement s.   To pr ovi de adequat e 
dr ai nage under  r i gi d pavement s,  t he base cour se 
shoul d cont ai n l i t t l e or  no f i nes ( mat er i al  t hat  
passes t he 75 mi cr omet er s No.  200 si eve) .

**************************************************************************

Si eve Si ze ( Squar e 
Openings)

Desi gn Range 
( Per cent  Passi ng)

Job Mi x Tol er ance 
(Percent)

50 mm 2 i nch 100 -3

38 mm 1 1/ 2 i nch 90-100 +5

4. 75 mm No.  4 30-60 +10

75 mm No.  200 0-15 +5

]
2. 2   SOURCE QUALI TY CONTROL

Pr i or  t o pr oduct i on and del i ver y of  aggr egat es,  t ake at  l east  one i ni t i al  
sampl e i n accor dance wi t h ASTM D75/ D75M.   Col l ect  each sampl e by t aki ng 
t hr ee i ncr ement al  sampl es at  r andom f r om sour ce mat er i al  t o make a 
composi t e sampl e of  not  l ess t han 22 kg 50 pounds.   Repeat  sampl i ng 
pr ocedur e when sour ce of  mat er i al  i s  changed or  when def i c i enci es or  
var i at i ons f r om speci f i ed gr adi ng of  mat er i al s ar e f ound i n t est i ng.

2. 2. 1   Geotextile

**************************************************************************
NOTE:   Geot ext i l e f abr i c shal l  be r equi r ed f or  
per vi ous pavement  syst ems onl y.   Desi gner  must  
ver i f y t hat  pr oduct s meet i ng t he i ndi cat ed mi ni mum 
r ecycl ed cont ent  ar e avai l abl e,  pr ef er abl y f r om at  
l east  t hr ee sour ces,  t o ensur e adequat e 
compet i t i on.   I f  not ,  wr i t e i n sui t abl e r ecycl ed 
cont ent  val ues t hat  r ef l ect  avai l abi l i t y  and 
compet i t i on.   Use second opt i on i f  Cont r act or  i s  
choosi ng r ecycl ed cont ent  pr oduct s i n accor dance 
wi t h Sect i on 01 33 29 LEED( t m)  DOCUMENTATI ON.
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**************************************************************************

[ Fabr i cat ed f r om 100 per cent  post - consumer  r ecycl ed pl ast i c. ] [ See Sect i on 
01 33 29 LEED( t m)  DOCUMENTATI ON f or  cumul at i ve t ot al  r ecycl ed cont ent  
r equi r ement s.   Geot ext i l e may cont ai n post - consumer  or  post - i ndust r i al  
r ecycl ed cont ent . ]

PART 3   EXECUTI ON

3. 1   GRADE CONTROL

Pr ovi de l i ne and gr ade st akes f or  cont r ol .   Pl ace gr ade st akes i n l anes 
par al l el  t o cent er l i ne of  ar eas t o be paved and space f or  st r i ng l i ni ng or  
ot her  cont r ol  met hods.

3. 2   PLACI NG AND MI XI NG

**************************************************************************
NOTE:   I n per vi ous pavement  syst ems,  wat er  i s  
conveyed t o t he subbase ( st one r eser voi r )  t hr ough 
t he sur f ace of  t he pavement  and i nf i l t r at es i nt o t he 
gr ound t hr ough t he bot t om of  t hi s  st one r eser voi r .   
A geosynt het i c l i ner  and sand l ayer  shoul d be pl aced 
bel ow t he st one r eser voi r  t o pr event  pr ef er ent i al  
f l ow pat hs and t o mai nt ai n a f l at  bot t om.   Del et e 
geot ext i l es st at ement  when not  i nst al l i ng a per vi ous 
system.

**************************************************************************

Cl ean under l y i ng sur f ace of  f or ei gn subst ances and ensur e pr oper  compact i on 
and smoot hness bef or e pl acement  of  cour se.   Ver i f y  subsoi l s have a 
per meabi l i t y  bet ween 13 and 74 mm 0. 5 and 3. 0 i nches per  hour .   
Recondi t i on,  r eshape,  and r ecompact  ar eas damaged by f r eezi ng,  r ai nf al l ,  or  
ot her  weat her  condi t i ons.   [ Pl ace geot ext i l es i n accor dance wi t h 
speci f i cat i ons and dr awi ngs.   ] Mi x and pl ace mat er i al s t o obt ai n a uni f or m 
cour se f or  t he wat er  cont ent  and gr adat i on speci f i ed.   Const r uct  cour se i n 
one or  mor e l ayer s.   Make each l ayer  bet ween 75 and 200 mm 3 and 8 i nches 
i n compact ed t hi ckness.   Ti r e shal l  be i nst al l ed i n accor dance wi t h 
ASTM D6270.

3. 3   COMPACTI NG AND FI NI SHI NG

Compact  each l ayer  t o at  l east  [ 100]  [ _____]  per cent  of  t he maxi mum 
l abor at or y densi t y det er mi ned i n accor dance wi t h ASTM D1557 f or  ar eas 
subj ect  t o heavy vehi cul ar  t r af f i c .   Compact  each l ayer  t o at  l east  
[ 95] [ _____]  per cent  St andar d Pr oct or  Densi t y per  ASTM D698 f or  pedest r i an 
ar eas.   Compact  mat er i al  i naccessi bl e t o r ol l i ng equi pment  by mechani cal  
t ampi ng.   Fi ni sh sur f ace of  t he l ayer  by bl adi ng and r ol l i ng.   Bl ade,  r ol l ,  
and t amp unt i l  sur f ace i s smoot h and f r ee f r om waves and i r r egul ar i t i es.   
Aer at e mat er i al  excessi vel y moi st ened by r ai n dur i ng const r uct i on.   Aer at e 
usi ng bl ade gr ader s,  har r ows,  or  ot her  equi pment  unt i l  t he moi st ur e cont ent  
i s  t hat  needed t o obt ai n speci f i ed densi t y.   Pl ace and compact  ear t h at  
edges of  cour se f or  at  l east  300 mm one f oot  of  t he shoul der .

3. 4   FI ELD QUALI TY CONTROL

3. 4. 1   Sampl i ng Dur i ng Const r uct i on

Take one r andom sampl e of  each [ 1000]  [ _____]  met r i c t ons [ 1000]  [ _____]  
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t ons of  mat er i al  pl aced,  but  not  l ess t han one r andom sampl e per  day' s 
r un.   Take sampl es i n accor dance wi t h ASTM D75/ D75M.

3. 4. 2   Testing

3. 4. 2. 1   Material

Make gr adat i on t est s f r om each sampl e i n accor dance wi t h ASTM C136/ C136M.   
Det er mi ne mat er i al  passi ng t he 75 mi cr omet er s No.  200 si eve i n accor dance 
with ASTM C117.

3. 4. 2. 2   Smoot hness Test

Test  wi t h a 3 m 10 f oot  st r ai ght edge appl i ed par al l el  wi t h and at  r i ght  
angl es t o cent er l i ne of  t he r ol l ed ar ea.   Cor r ect  sur f ace devi at i ons i n 
excess of  [ 10]  [ _____]  mm [ 3/ 8]  [ _____]  i nch by l ooseni ng,  addi ng or  
r emovi ng mat er i al ,  r eshapi ng,  wat er i ng,  and compact i ng.   When cour se i s 
const r uct ed i n mor e t han one l ayer ,  smoot hness r equi r ement s appl y onl y t o 
t he t op l ayer .

3. 4. 2. 3   Fi el d Densi t y Test s

ASTM D1556/ D1556M or  ASTM D6938.   Take one f i el d densi t y t est  f or  each 
[ 400]  [ _____]  squar e met er s [ 500]  [ _____]  squar e yar ds of  each l ayer  of  
cour se.   When usi ng ASTM D6938  t o t est  f i el d compact i on densi t i es,  ver i f y 
t he r esul t s of  t he t est s by per f or mi ng one t est  per  day usi ng 
ASTM D1556/ D1556M at  l ocat i ons pr evi ousl y t est ed by ASTM D6938 and one 
addi t i onal  t est  usi ng ASTM D1556/ D1556M f or  ever y t en t est s per f or med at  
l ocat i ons pr evi ousl y t est ed by ASTM D6938 .

3. 4. 2. 4   Labor at or y Densi t y Test s

ASTM D1557,  Met hod B,  C,  or  D,  f or  al l  mat er i al .

3. 4. 2. 5   Thi ckness Test

Det er mi ne t hi ckness of  cour se f r om t est  hol es not  l ess t han 75 mm 3 i nches 
i n di amet er .   Obt ai n a t hi ckness t est  f or  each [ 400]  [ _____]  squar e met er s 
[ 500]  [ _____]  squar e yar ds of  cour se.   Wher e cour se def i c i ency i s mor e t han 
13 mm 1/ 2 i nch,  cor r ect  by scar i f y i ng,  addi ng mi xt ur e of  pr oper  gr adat i on,  
r ebl adi ng,  and r ecompact i ng.   Wher e t he measur ed t hi ckness exceeds t he 
i ndi cat ed t hi ckness by mor e t han 13 mm 1/ 2 i nch,  consi der  t he measur ed 
t hi ckness as t he i ndi cat ed or  speci f i ed t hi ckness pl us 13 mm 1/ 2 i nch f or  
det er mi ni ng t he aver age.   The aver age t hi ckness shal l  be t he aver age of  t he 
dept h measur ement s and shal l  not  under r un t he t hi ckness shown by mor e t han 
6 mm 1/ 4 i nch.

3. 5   MAINTENANCE

Af t er  const r uct i on i s compl et ed,  pr ot ect  and mai nt ai n al l  ar eas of  cour se 
agai nst  det r i ment al  ef f ect s.   Mai nt enance i ncl udes dr ai nage,  r ol l i ng,  
shapi ng,  wat er i ng,  or  ot her  act i on r equi r ed t o mai nt ai n cour se i n pr oper  
condi t i on.   Mai nt ai n suf f i c i ent  moi st ur e by l i ght  spr i nkl i ng wi t h wat er  at  
t he sur f ace t o pr event  a dust y condi t i on.

        - -  End of  Sect i on - -
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