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SECTI ON 07 21 23

LOCSE FI LL THERVAL | NSULATI ON
05/11

NOTE: This gui de specification covers the
requirenents for loose fill cellulosic and m nera
fiber insulation materials in attics, ceilings, and
franmed walls and mineral granular in masonry walls.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: This guide specification is intended for both
retrofit of existing buildings and new construction.
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NOTE: Design nust neet the requirenments of UFC
1-200-02, "Hi gh Performance and Sustai nabl e Buil di ng
Requi renment s" whi ch invokes the requirements with
UFC 3-101-01, "Architecture". UFC 1-200-02 and UFC
3-101- 01 neke references throughout to various
ASHRAE docunents governing energy efficiency and
requi renents for the conponents of building envel ope
design including noisture control and thermal
performance.
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NOTE: On the draw ngs, show
1. Locations where insulation will be used.

2. Thermal resistance value (R-Value) for each
location.

3. Location of vapor retarder, if required.

4. Location and size of attic ventilation openings
where required.

*% *% *% *% *% *% *% *% *% *% *%%
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NOTE: Attic Ventil ation

Provi de net, unobstructed ventilation areas to
attics over insulated ceilings as reconmended by

I nternational Building Code (IBC) paragraph 1203.2
Attic Spaces, UFC 1-200-02, High Performance and
Sust ai nabl e Buil di ng Requirements, "Optinize Energy
Perf or mance" and "Enhance | ndoor Environnental
Quality", and as follows::

1. For attics with vapor retarder, provide 0.1
square nmeter one square foot of net ventilation area
for each 30 square neters 300 square feet of attic
fl oor area.

2. For attics wthout vapor retarder, provide 0.1
square nmeter one square foot of net ventilation area
for each 15 square nmeters 150 square feet of attic
fl oor area.

*%

PART 1

1.1

*%

*% *% *% *% *% *% *% *% *% *% *%%

GENERAL

REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL ( ASTM
ASTM C1015 (2017) Standard Practice for Installation

of Cellulosic and M neral Fiber Loose-Fill
Thermal | nsul ation

ASTM C516 (2008; R 2013; E 2014) Vermiculite Loose
Fill Thermal Insulation

ASTM C549 (2018) Standard Specification for Perlite
Loose Fill Insulation

ASTM C665 (2017) Standard Specification for

M neral - Fi ber Bl anket Thermal |nsul ation
for Light Frane Construction and
Manuf act ur ed Housi ng

ASTM C739 (2017) Standard Specification for
Cel lul osic Fiber Loose-Fill Thermal
Insulation

ASTM C764 (2017) Standard Specification for M neral
Fi ber Loose-Fill Thermal I|nsulation

ASTM C930 (2018) Standard O assification of

Potential Health and Safety Concerns
Associated with Thernmal |nsul ation
Materials and Accessories

ASTM D3833/ D3833M (1996; R 2011) Water Vapor Transmi ssion of
Pressure-Sensitive Tapes

ASTM D4397 (2016) Standard Specification for
Pol yet hyl ene Sheeting for Construction,
I ndustrial, and Agricultural Applications

ASTM E136 (2016) Behavior of Materials in a Vertical
Tube Furnace at 750 Degrees C

ASTM E84 (2018a) Standard Test Method for Surface
Burni ng Characteristics of Building
Materials

ASTM E96/ E96M (2016) Standard Test Methods for Water

Vapor Transmi ssion of Materials
NATI ONAL FI RE PROTECTI ON ASSCCI ATI ON ( NFPA)

NFPA 211 (2019) Standard for Chinmeys, Fireplaces,
Vents, and Solid Fuel -Burni ng Appliances

NFPA 31 (2016) Standard for the Installation of
Q| - Burni ng Equi pnent
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NFPA 54 (2018) National Fuel Gas Code
NFPA 70 (2017; ERTA 1-2 2017; TIA 17-1; TIA 17-2;
TIA 17-3; TIA 17-4; TIA 17-5; TIA 17-6;
TIA 17-7; TIA 17-8; TIA 17-9; TIA 17-10;
TIA 17-11; TIA 17-12; TIA 17-13; TIA
17-14; TIA 17-15; TIA 17-16; TIA 17-17 )
Nati onal El ectrical Code
SCl ENTI FI C CERTI FI CATI ON SYSTEMS ( SCS)
SCS SCS d obal Services (SCS) |ndoor Advantage
TECHNI CAL ASSOCI ATI ON OF THE PULP AND PAPER | NDUSTRY ( TAPPI)
TAPPI T803 OM (2010) Puncture Test of Contai ner Board

U S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)

16 CFR 1209 Interim Safety Standard for Cellul ose
Insulation

16 CFR 1404.4 Requirements to Provide Perfornmance and
Technical Data by Labeling - Notice to
Purchasers

29 CFR 1910. 134 Respiratory Protection

UNDERWRI TERS LABORATORI ES (UL)
UL 2818 (2013) GREENGUARD Certification Program
For Chenical Emi ssions For Buil ding
Materi al s, Finishes And Furni shings

1.2 SUBMITTALS

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Review Subnittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G'. Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a "G' to an item if the
submittal is sufficiently inportant or conplex in
context of the project

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submttal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenent System (RMS) are: "AE" for
Architect-Engineer; "DO'" for District Ofice
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(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submttal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandated sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTI NG. Locate the "S" submitta
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Contro
approval . ][for information only. When used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance with Section 01 33 29
SUSTAI NABI LI TY REPCRTI NG. Submit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES
SD- 03 Product Data
Loose Fill Insulation
Recycl ed Content for Insulation Mterials; S
Sill Sealer Insulation
Vapor Retarder
Pressure Sensitive Tape
SD-07 Certificates
Indoor Air Quality for Insulation Materials; S
SD- 08 Manufacturer's Instructions
Loose Fill Insulation

[1.3 CERTIFICATIONS

Submit required indoor air quality certifications and validations in one
subnittal package.

Provi de product certified to neet indoor air quality requirenents by UL 2818
(Greenguard) Gold, SCS dobal Services Indoor Advantage Gold or provide
certification by other third-party progranms. Provide current product
certification fromcertification body.
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11.4 DELI VERY, STORAGE, AND HANDLI NG
1.4.1 Delivery

Deliver materials to the site in original sealed containers or packages
each bearing manufacturer's nane and brand desi gnation, referenced

speci fication nunber, type, and class, as applicable; recomended nethod of
installati on (pneumatic or pouring); mninmmnet weight of insulation;
coverage charts; R-values; and, for cellul ose insulation, a |abe
certifying that the product nmeets Consuner Product Safety Comm ssion (CPSC)
Interim Safety Standard for Cellul ose Insulation, 16 CFR 1209, and
cautionary | abel regarding potential fire hazard as required in

16 CFR 1404. 4.

1.4.2 Storage
I nspect nmaterials delivered to the site for damage; unload and store out of
weat her in manufacturer's original packaging. Store only in dry |ocations,
not subject to open flanmes or sparks, and easily accessible for inspection
and handl i ng.

1.5  SAFETY PRECAUTI ONS

1.5.1 Respirators
Provide installers with dust/mist respirators, training in their use, and
protective clothing, all approved by National Institute for Qccupationa
Saf ety and Health (NICSH)/M ne Safety and Heal th Adm nistration (MSHA) in
accordance with 29 CFR 1910. 134.

1.5.2 O her Safety Concerns
Consi der ot her safety concerns and neasures as outlined in ASTM C930

PART 2 PRODUCTS

2.1 LOOSE FI LL | NSULATI ON

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Cellul ose insulation can absorb nore noisture
than mneral fiber. Include both insulation types
in |locations where noisture is not a problem
Specify mineral fiber for danp | ocations. Specify
vernmiculite or perlite only for masonry cavities or
concrete bl ock cores.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Provide loose fill insulation conformng to [one of] the foll ow ng:

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: The flame spread and snoke devel opnent rating
wi || depend on the building occupancy in the areas
where the insulation is |ocated.

See UFC 3-600-01, "Fire Protection Engineering for
Facilities" and | ocal building code for fire
retardant classifications required, flame spread and
snoke devel oped ratings and di stance of insulation
and vapor retarder from heat produci ng devices and
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other fire protection requirenents, such as finish
materials required in various occupanci es.

Most vapor retarder materials and some thermal

i nsul ations are conbustible. Do not |eave such
mat eri al exposed to accessi bl e spaces, but cover
with a fire retardant finish

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

[ a Mneral Fiber Loose Fill: ASTM C764, Type |, for pneumatic
application, or Il, for poured application, category [1] [2].
I b. Cellulosic or Wod Fiber Loose Fill: ASTM C739 or 16 CFR 1209.
Il c. Ganular Mneral Loose Fill: ASTM C516 type Il vermiculite or ASTM C549

types Il or 1V perlite.

]2.1.1 Ther mal Resi stance Val ue(s) (R-Val ues)

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkhkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Design nmust neet the requirements of UFC
1-200-02, "Hi gh Performance and Sustai nabl e Buil di ng
Requi rement s" which invokes the requirenents within
UFC 3-101-01, "Architecture". UFC 1-200-02 and UFC
3-101- 01 neke references throughout to various
ASHRAE docunents governi ng energy efficiency and
requi renents for the conponents of building envel ope
design including thermal performance.

Sel ect R-Value for Thermal Insulation required to
neet the energy target/budget. Show R-Value on
Drawings.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

The R-Val ue nust be as indicated on drawi ngs. The R-val ue nust be the val ue
the product achieves after settlenent.

2.1.2 Recycl ed Materials

Based on material conposition, provide insulation materials containing the
foll owi ng m ni nrum percentage of recycled nmaterial content:

Rockwool : 70 percent slag
Fi bergl ass: 20 percent glass cullet
Cel | ul ose: 75 percent post-consumer paper

Provi de data identifying percentage of recycled content for insulation
materials.

2.1.3 Prohi bited Materials
a. Asbestos-containing materials
b. Urea Formal dehyde containing materials

c. Ammonium Sul fate contai ning materi al
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2.1. 4 Reduced Vol atil e Organi ¢ Conpounds (VOC) for Insulation Materials
Provide certification of indoor air quality for insulation materials.

2.2 SI LL SEALER | NSULATI ON
ASTM C665, Type |

2.3 BLOCKING
Wod, metal, unfaced mneral fiber blanket material in accordance with
ASTM C665, Type |, or other approved materials. Provide only
non- conbusti bl e materials (based on determ nation by ASTM E136 for bl ocking

around chi meys and heat produci ng devi ces.

[2.4 VAPOR RETARDER

NOTE:

1. Determine the need for a water vapor retarder
and its required perneance val ue based on a project
and clinmate specific noisture analysis as required
by UFC 3-101-01 Architecture. For further guidance
see ASHRAE Handbook of Fundamental s, Chapter 25
"Heat, Air, and Miisture Control in BUilding
Assenblies - Fundanmental s", Chapter 26 "Heat, Air
and Misture Control in Building Assenblies -

Mat eri al Properties" ASTM Cr55, "Standard Practice
for Selection of Water Vapor Retarders for Thermal

I nsulation;" and UFC 3-440-05N, "Tropica

Engi neering" (for humid clinmates). The conputer
Program "MOIST" is a user friendly tool based on
hourly weat her data that provides information on
noi sture content of nmaterials and on the duration of
hi gh noi sture content excursions. Traditionally,
vapor retarders were considered materials having a
perneance of 5.72 by 10-8 g/Pa.s.n2 1 perm
(grain/h*ft2*in.Hg) or less. However, that val ue
may not be adequate for the particular construction
or climate and in sonme instances a nuch | ower val ue
shoul d be specified

2. Vapor retarders, where required, can be provided
as nenbranes or, alternatively, vapor retardant

fini shes | abel ed by manufacturer as having a water
vapor perneance of no nore than the required val ue
can be used. Alternate materials include: Paints, or
foil-faced gypsum board. Specify these in Sections
09 90 00, PAINTS AND COATI NGS, or Section 09 29 00,
GYPSUM BOARD, respectively and delete all paragraphs
and references relating to vapor retarders fromthis
section.

3. A vapor retarder is only effective if it
prevents diffusion of water vapor as well as the
passage of noisture |aden air through openi ngs and
around material. Accordingly, proper installation
to assure air tightness by sealing of joints, tears,
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and around utility penetrations is as inportant as
proper selection of water vapor retarder materials.

4. Vapor retarders not only retard novenent of

wat er vapor into building envel ope cavities, but

al so retard drying out of npisture that may have
infiltrated the cavity. Accordingly, use vapor
retarders only where their need is indicated by the
noi st ure anal ysi s.

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkkhkhhkhkkkkkk

NOTE: Do not specify pol yet hel ene nmenbrane and

ot her conbusti bl e nenbranes where they will be
exposed to occupi ed or accessible spaces. Such vapor
retarders nust be covered to provide fire safety as
requi red by applicable building codes.

*%

I b.

Il
Il

125

*% *% *% *% *%%

0.15 mm thick polyethyl ene sheeting conformi ng to ASTM D4397 and havi ng
a water vapor perneance of 57.2 ng/(Pa*s*n2) or |ess when tested in
accordance wi th ASTM E96/ E96N

Menmbrane with foll owi ng properties:
Per neance: ASTM E96/ E96N, 57.2 ng/ (Pa*s*nR)
Maxi mum Fl ane Spread: ASTM E84, [25] [50] [ ]
Conmbustion Characteristic: Meet ASTM E136
Puncture Resistance: TAPPI T803 OM
- [15] [25] [50] Beach Units (1 Beach Unit is 0.0299 joul es)

6 m| thick polyethylene sheeting conform ng to ASTM D4397 and having a
wat er vapor pernmeance of one perm (grains/(h*ft2*in.Hg) or |ess when
tested in accordance with ASTM E96/ E96N

Menmbrane with foll owi ng properties:
Per neance: ASTM E96/ E96N, [1] | ] perm (grains/h*ft2*in.Hg
Maxi mum Fl ane Spread: ASTM E84, [25] [50] | ]
Conmbustion Characteristic: Meet ASTM E136
Puncture Resistance: TAPPI T803 OM
- [15] [25] [50] Beach Units (1 Beach Unit is 2.205*10-10
foot/pounds)

PRESSURE SENSI Tl VE TAPE

As recommended by the vapor retarder nmanufacturer and having a water vapor
perneance rating of 57.5 ng/(Pa*s*.n2 one perm (grains/h*ft2*in.hg) or |ess
when tested in accordance with ASTM D3833/ D3833.

PART 3

3.1

EXECUTI ON

EXI STI NG CONDI TI ONS

NOTE: For retrofit projects, inspect facility to
determ ne conditions which may adversely affect
execution of work or create safety hazard. Ildentify
rel evant conditions on the draw ngs and, if

requi red, devel op additional specification sections
for corrective actions. Conditions that warrant
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investigation:

1. Discolorations or nold growh indicating
previous water |eaks.

2. Heat producing devices, such as recessed
lighting fixtures, chimeys, and fl ues.

3. Faulty electrical systens:

(a) Lights dinmmng or flickering

(b) Fuses bl owi ng

(c) Circuit breakers tripping frequently

(d) Electrical sparks and "gl owi ng" fromreceptacles

(e) Cover plates on switches and outlets warmto the
touch.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Before installing insulation, verify that all areas that will be in contact
with the insulation are dry and free of projections which could cause

voi ds, conpressed insulation, or punctured vapor retarders. |f noisture or
other conditions are found that do not allow the workmanlike installation
of the insulation, do not proceed but notify the Contracting Oficer of
such conditions.

.2  PREPARATION
.2.1 Bl ocking at Attic Vents and Access Doors

Prior to installation of insulation, install permanent bl ocking to prevent
insulation fromcovering, clogging, or restricting air flow through soffit
vents at eaves. [Install permanent blocking around attic trap doors.]
[Install permanent blocking to maintain accessibility to equipnent or
control s that require nmai ntenance or adjustnent.]

.2.2 Bl ocki ng Around Heat Produci ng Devi ces

Install non-conbustible bl ocking around heat produci ng devices to provide
the follow ng clearances

a. Recessed lighting fixtures, including wiring conpartnents, ballasts,
and ot her heat produci ng devices, unless certified for installation
surrounded by insulation: 75 nm 3 inches fromoutside face of fixtures
and devices or as required by NFPA 70 and, if insulation is to be
pl aced above fixture or device, 600 nm 24 inches above fixture.

b. Masonry chi meys or masonry enclosing a flue: 50 nmm 2 inches from
out side face of masonry. Masonry chi meys for medi um and hi gh heat
operating appliances: M ninmumclearances required by NFPA 211

c. Vents and vent connectors used for venting the products of conbustion
flues, and chi nmmeys ot her than masonry chi meys: m ni mum cl earances as
requi red by NFPA 211.

d. Gas fired appliances: Cearances as required in NFPA 54.
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3.

3.

e. QG fired appliances: Clearances as required in NFPA 31

Bl ocki ng around flues and chimeys is not required if the insulation and
vapor retarder, when provided, passed ASTM E136, in addition to neeting al
other requirenents stipulated in Part 2. The blocking is also not required
when chimeys are certified by the manufacturer for use in contact with
insulating materi al s.

. 2.3 Protection of Ventilation System

Prior to installation of insulation, inspect existing HVAC equi prent and
ductwork to ensure that insulation will not infiltrate the air
distribution/ventilation system \here potential infiltration sources have
been identified do not install insulation until repairs/nodifications have
been nmade to rectify the probl em

3 INSTALLATION

3.1 Insulation

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Include |last sentence only in installations
of mineral fiber or cellulose insulation

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Install and handle insulation in accordance with applicabl e provisions of
ASTM C1015, and nmanufacturer's instructions. Keep material dry and free of
extraneous materials. Any materials that show vi sual evidence of

bi ol ogi cal growth due to the presence of nvisture nust not be installed on
the building project. Ensure personal protective clothing and respiratory
equi prent is used as required. Observe safe work practices. Use only

pneumati ¢ equi pnent conpatible with insulation material. Operate equi pnent
in accordance with the manufacturer's instructions. Do not tanp or rod
insulation. [lInstall insulation using the anmount (by weight) of material

per square neter foot required to achieve the specified thernmal resistance
value.]

[3.3.2 [Attics] [and] [Ceilings]

Fill space between [and above] [ceiling joists] [and] [rafters] to provide
the specified R Value. For pneunmatic installations, use |lowest air
pressure allowed by manufacturer's instructions. Do not blow insulation
into electrical devices, [soffit vents,] [and] [mechanical vents] which
open into attic or other spaces to receive insulation

[3.3.2.1 Frane Walls

Conpletely fill wall cavities [except those which serve as air ducts for
heating, ventilating, and air conditioning systens]. Locate entry holes in
wal | s where required to pernit the conplete filling of wall cavities.

After opening entry holes, check wall cavity for fire stops and other
obstructions. Wen fire stops or other obstructions prevent conplete
filling of wall cavity, cut additional entry holes to fill the cavity.
Close entry holes using naterials conpatible with original materials.
[Seal entry holes in locations where they penetrate a vapor retarder.]
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I 3.3.2.2 Masonry Walls

Bring up granular insulation in not nore than 600 nm 2 foot lifts as the
wall is constructed. Allowthe insulation to assune its natural density as
it is placed.

13.3.2.3 El ectrical Wring

Do not install insulation in a manner that woul d sandwi ch electrical wring
between two | ayers of insulation.

[3.3.2. 4 Cold dinmate Requirenent
Pl ace insulation to the outside of all pipes.
I 3.3.2.5 Speci al Requirenents for Ceilings

Pl ace insul ation under electrical wiring occurring across joists. Pack
insulation into narromy spaced framing. Do not block flow of air through
soffit vents.

I 3.3.2.6 Installation of Sill Sealer

Size sill sealer insulation and place insulation over top of masonry or
concrete perineter walls or concrete perinmeter floor slab on grade. Fasten
sill plate over insulation

I 3.3.2.7 Access Panel s and Doors
Affix blanket insulation to all access panels and doors greater than 0.1

square neter one square foot in insulated floors and ceilings. Use
insulation with sanme R-Value as that for floor or ceiling

110 3.3.3 Installation of Vapor Retarder
Apply continuous vapor retarder as indicated. Overlap joints at |east 150
mm 6 inches and seal with pressure sensitive tape. Seal at sill, header
wi ndows, doors and utility penetrations. Repair punctures or tears with
pressure sensitive tape. Do not install vapor retarders on both sides of
insulation.

] -- End of Section --
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