*% *% *% *% *% *% *% *% *% *% *% *% *%%

USACE / NAVFAC / AFCEC / NASA UFGS- 02 56 15 (February 2010)

Preparing Activity: USACE Super sedi ng
UFGS-02 56 15 (April 2006)
UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref erences are in agreement with UVRL dated January 2019

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

SECTI ON TABLE OF CONTENTS
DI VISION 02 - EXI STI NG CONDI Tl ONS
SECTION 02 56 15
GECSYNTHETI C CLAY LI NER (GCL)

02/10

PART 1 GENERAL

UNI T PRI CES

REFERENCES

ADM NI STRATI VE REQUI REMENTS

SUBM TTALS

QUALI TY CONTROL

Manufacturer's Quality Control (QC) Manual
Qualifications

1 Manuf act ur er

2 Installer

3 QC | nspector
V

PEREEE
PRUOMWNR

PRPREPROO

(AJNHHUIUIU‘IU‘INI—‘

.4 QC Laboratory
ERY, STORAGE, AND HANDLI NG
Del i very
St or age
Handl i ng
WARRANTY

.2
.2
.2
.2

L

NppRPo
[e)NerNe)]

PART 2 PRODUCTS

GCL PROPERTI ES

TESTS, | NSPECTI ONS, AND VERI FI CATI ONS
.1 Manuf acturing Sanpling and Testing
Shear Strength Testing

1 M d- Pl ane Shear Strength Testing
2 Interface Shear Strength Testing

NN
NESENTS
NESENEN

2
2. 2.
2.2.

PART 3 EXECUTI ON

3.1 SAMPLES AND TESTS
3.1.1 Sanpl es
3.1.2 Conf or mance Tests
3.2 | NSTALLATI ON
3.2.1 Subgr ade Preparation
3.2.2 Pl acenent

SECTION 02 56 15 Page 1



.3 Anchor Trench
.4 Seans

.5 Pr ot ecti on
REPAI RS
PENETRATI ONS
COVERI NG

NDNN

OGhwWwwWwww

End of Section Table of Contents --

SECTION 02 56 15 Page 2



kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

USACE / NAVFAC / AFCEC / NASA UFGS- 02 56 15 (February 2010)

Preparing Activity: USACE Super sedi ng
UFGS-02 56 15 (April 2006)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref erences are in agreenent with UVRL dated January 2019

*% *% *% *% *% *% *% *% *% *% *% *% *%%

SECTI ON 02 56 15

GECSYNTHETI C CLAY LI NER (GCL)
02/10

NOTE: This gui de specification covers the
requi renents for geosynthetic clay liners.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).
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PART 1 GENERAL

1.1 UNI T PRI CES
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NOTE: Delete this paragraph when | unp sum bi ddi ng
is used.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Measurement will be nade of the total surface area covered by GCL in square
m yards as shown on the contract drawings. Final quantities will be based
on as-built conditions. Allowance will be nade for GCL in anchor and

drai nage trenches; however, no allowance will be nmade for waste, overlap
repairs, or materials used for the convenience of the Contractor. GCL
installed and accepted will be paid for at the respective contract unit
price in the bidding schedul e.
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1.

2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide

speci fication.

The publications are referred to in

the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,

and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref er ences not

used in the text will autonatically

be deleted fromthis section of the project
speci fication when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the

basi c designation only.

ASTM | NTERNATI ONAL (ASTM

ASTM D1505

ASTM D5199

ASTM D5261

ASTM D5887/ D5887M

ASTM D5888

ASTM D5889/ D5889M

ASTM D5890

ASTM D5891/ D5891M

ASTM D5993

ASTM D5994/ D5994M

(2018) Standard Test Method for Density of
Pl astics by the Density-G adi ent Techni que

(2012) Measuring Nominal Thickness of
Geosynthetics

(2010; R 2018) Standard Test Method for
Measuring Mass Per Unit Area of Geotextiles

(2016) Standard Test Method for

Measurenment of |ndex Flux Through

Sat ur at ed Geosynthetic Cay Liner

Speci nens Using a Flexible Wall Perneaneter

(2006; R 2016) Standard Guide for Storage
and Handling of Geosynthetic Cay Liners

(2018) Standard Practice for Quality
Control of Geosynthetic Cay Liners

(2011) Swell Index of Clay M neral
Conmponent of Geosynthetic Cay Liners

(2002; R 2016; E 2016) Fluid Loss of day
Conmponent of Geosynthetic Oay Liners

(2014) Measuring Mass Per Unit of
Geosynthetic O ay Liners

(2010; R 2015; E2015) Standard Test Method
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for Measuring Core Thickness of Textured
Geomembranes

ASTM D6072/ D6072M (2009; R 2015) Obtaining Sanpl es of
Geosynthetic O ay Liners

ASTM D6243/ D6243M (2016) Determning the Internal and
Interface Shear Resistance of Geosynthetic
Clay Liner by the Direct Shear Method

ASTM D6496/ D6496M (2004a; R 2015; E 2015) Standard Test
Met hod for Deternining Average Bondi ng
Peel Strength Between Top and Bottom
Layers of Needl e- Punched Geosynthetic O ay
Liners

ASTM D6768/ D6768M (2004; R 2015; E 2015; E 2015) Standard
Test Method for Tensile Strength of
Geosynthetic O ay Liners

ASTM D792 (2013) Density and Specific Gavity
(Rel ative Density) of Plastics by
Displacement
1.3 ADM NI STRATI VE REQUI REMENTS
Submit GCL panel |ayout and detail draw ngs, for approval, a mininum of
[14] [ ___ ] days prior to deploynment. Include GCL panel |ayout and
penetration detail draw ngs.

1.4 SUBMITTALS
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NOTE: Review subnittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G" Cenerally, other submttal itens can be
reviewed by the Contractor's Quality Control System
Only add a “G’ to an item if the submittal is
sufficiently inportant or conplex in context of the
project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.
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The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandated sustai nabl e
requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation following the "G
designation identifies the office that will review the submittal for the
Government.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG.  Submit the following in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
Layout and Detail Draw ngs; C[, [ 11
SD- 03 Product Data

Manufacturer's Quality Control (QC Manual
GCL Properties

Submit certified test results at least [14] [___ ] working days
prior to delivery of the GCL.

Warranty
Tests, Inspections, and Verifications
Qualifications; C[, [ 11

Manufacturer's, installer's, QC inspector's, and QC | aboratory's
qualification statenents including resunes of key personnel
involved in this project.

SD- 04 Sanpl es
Samples
Del i ver QC sanples at the specified frequencies.
SD-06 Test Reports
Tests, Inspections, and Verifications

Conf or mance Tests
Subgr ade Preparation
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1.5 QUALITY CONTROL
1.5.1 Manufacturer's Quality Control (QC) Manual

Subnmit the manufacturer's quality control (QC) nmanual which describes
testing procedures, frequency of testing and acceptance/rejection criteria
for QC testing at least [14] | ] days prior to delivery of the GCL.

1.5.2 Qualifications
1.5.2.1 Manufacturer

Geosynthetic clay liner shall be the product of a GCL Manufacturer who has
produced the proposed GCL using the sane bentonite, polyethylene

geonenbr ane, geotextiles, sewing thread, and adhesive for at least 5

conmpl eted projects and shall have produced a m ni mum of [186,000] [__ ]
square neters [2,000, 000] | ] square feet of the proposed GCL.

1.5.2.2 Installer

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Snall projects may not require the use of a
specialized GCL installer. |If a specialized GCL
installer will not be required, this paragraph
should be omtted and the submttal requirenents
above edited accordingly.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

The installer shall have installed GCL at a mininumof 5 projects of

conpar abl e scope and conplexity and shall have installed a m ni mum of

186, 000 | ] square nmeters 2,000,000 | ] square feet of the proposed
GCL.

1.5.2.3 QC I nspector

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: An independent third party inspector should
be consi dered based on the qualifications of the
Governnent quality assurance personnel, the size and
i mportance of the project, and inpacts of a GCL
failure. Delete this paragraph if a third party

i nspector will not be used.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The i ndependent QC inspector is responsible for nonitoring and documenting
activities related to the QC of the GCL from manufacturing through
installation. The QC inspector shall have provided QC and/or QA inspection
during installation of GCL material for at |east 5 projects and shall have
performed QC and/or QA inspection on a mninumof [186,000] [ ] square
meters [2] | ] mllion square feet of GCCL.

1.5.2.4 QC Laboratory

An independent QC |l aboratory is responsible for QC GCL testing. The QC

| aboratory shall have provided QC and/or QA testing of GCL for at least 5
compl eted projects and shall have perforned QC and or QA testing for a

m ni mum of [186, 000] [ ] square neters [2] [__ ] mllion square feet
of GCL. The QC laboratory shall be accredited via the Geosynthetic
Accreditation Institute's Laboratory Accreditation Program (GAl - LAP).
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1

6 DELI VERY, STORAGE, AND HANDLI NG

Delivery, storage, and handling of GCL shall be in accordance with
ASTM D5888.

.6.1 Delivery

The Contracting O ficer shall be present during unloading of the GCL.

Rol I's shall be packaged in an opaque, waterproof, protective covering and
wr apped around a central core. Tears in the packaging shall be repaired to
restore a waterproof protective barrier around the GCL. Unloading of rolls
fromthe delivery vehicles shall be done in a nmanner that prevents damage
to the GCL and its packagi ng.

.6.2 Storage

Field storage shall be in flat dry areas where water cannot accunul ate and
the GCL rolls can be protected fromdamage. Storage of the rolls on bl ocks
or pallets will not be allowed unless the GCL rolls are fully supported as
approved by the Contracting Officer. Stacks of GCL rolls shall be no
greater than three high. Rolls shall be covered with a water proof
tarpaulin or plastic sheet if stored outdoors.

.6.3 Handling

During handling, rolls shall not be dragged, lifted by one end, dropped to
the ground, or otherw se damaged. A pipe or solid bar of sufficient
strength to support the full weight of the roll wi thout significant bending
shal |l be used for all unloading and handling activities. |If recommended by
the manufacturer, a sling handling nmethod utilizing appropriate | oading
straps may be used.

.7 WARRANTY

NOTE: Several manufacturers should be contacted to
determnmine what length of warranty is available for
CCL materials and installation. Manufacturers
provide prorated material warranties ranging from1
to 30 years depending on the application
Installation warranties are generally specified as 1
to 2 years in |length.

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

The manufacturer's warranty shall state that the GCL materials neet all
requirenents of the contract docunents and that for the intended use, the
GCL is warranted for [ ] years against deterioration. The installer's
warranty shall state that the GCL shall not fail due to inproper
installation within [__ ] years.

PART 2 PRODUCTS

2.

1 GCL PROPERTI ES

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Test nethod ASTM D5887 is an index test used
to determine the flux rate of water through a GCL
specinen. |If a contamnated fluid will contact the
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GCL, conpatibility testing should be considered
during the design phase to ensure that the GCL can
performas desired. The follow ng ASTM test methods
shoul d be referenced when perfornming conpatibility
testing:

ASTM D6141 - Standard Guide for Screening the Cay
Portion of a Geosynthetic Clay Liner (GCL) for
chemical Conpatibility to Liquids, and

ASTM D6766 - Standard Test Method for Eval uation of
Hydraul ic Properties of Geosynthetic Clay Liners
Perneated with Potentially Inconpatible Liquids.

Addi ti onal geomenbrane or geotextile requirenents
can be added to Table 1 or placed in a separate
section of the specification package and referenced
here.

Remove geotextile and/or geomenbrane requirenents
fromTable 1 as required for the type of product
bei ng specified.

A normal stress equal to anticipated field
conditions should be specified in Table 1 for
nm d- pl ane shear strength testing.

A residual nid-plane shear strength should never be
specified. The designer nust ensure that the design
is configured such that the all owabl e peak m d-pl ane
shear stress is not exceeded.

GCL constructed with nonwoven geotextiles on both
si des shoul d be considered for situations where
i ncreased frictional resistance is required.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

GCL shall be a manufactured product consisting of a sodiumnontnorillonite
clay (bentonite) layer evenly [distributed between two geotextiles] [or]
[attached to a pol yet hyl ene geonenbrane. The exposed surface of the

pol yet hyl ene menbrane shall be [snpboth] [textured]]. GCL shall conformto
the property requirenents listed in Table 1 and shall be free of tears,

hol es, or other defects that may affect its serviceability. Encapsulating
geotextiles shall be mechanically bonded together using a needle punch or
stitch bondi ng process. Needle punched and stitch bonded GCLs shall be
continuously inspected for broken needles using an in-line nmetal detector
and broken needl es shall be renoved. The m ni num manuf actured GCL sheet
width shall be 4.1 m13.5 feet and the m ni mrum manufactured GCL sheet

| ength shall be 30 m 98 feet.

Submit manufacturer's certified raw and roll material data sheets. |If
needl e punching or stitch bonding is used in construction of GCL, the
certification shall indicate that the GCL has been continuously inspected

for broken needles using an in-line netal detector and all broken needl es
have been renoved. The certified data sheets shall be attested to by a
person having legal authority to bind the GCL nmanufacturing conpany.
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TABLE 1 - GCL PROPERTI ES

TEST METHOD TEST VALUE
BENTONITE
Swel | I ndex Test, m ninmum ASTM D5890 24 nL
Fluid Loss, maximum ASTM D5891/ D5891M 18 L

UPPER GEOTEXTI LE PROPERTI ES

Mat erial Type

[Woven][Nonwoven]

Mass per Unit Area, mn. ASTM D5261 [204] [____ 1 do/sq ni6]
[ 1 ounces/square yard
LOVER GEOTEXTI LE PROPERTI ES
Mat erial Type [Woven][Nonwoven]
Mass per Unit Area, mn. ASTM D5261 [204] [____ 1 d/sq ni6]
[ 1 ounces/square yard
GEOMEMBRANE
Thi ckness, m ni num ASTM D5199
ASTM D5994/ D5994M
Sheet Density, m ninum ASTM D1505 0.92 g/cc
ASTM D792
COMPOSITE
Bentonite Mass/ Unit Area, ASTM D5993 3700 g/sq nD.75 | bs/sq foot
m nimum Note 1
Moi sture Content, maxi mum ASTM D5993 40 percent
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2.

2.

2.

TABLE 1 - GCL PROPERTI ES
TEST METHOD TEST VALUE

Tensil e Strength, ASTM D6768/ D6768M [ 1 KN'nf_ ] Ibs/in
m ni mum (MD and CD)
Peak ASTM D6243/ D6243M [ ] kPa[ ] psf
M d- Pl ane Shear Strength
(hydrated), m ninmm
at a nornmal stress of
[ ] kPa
[Peak][Large ASTM D6243/ D6243M [ ] degrees
Displacement]interface
Friction Angle
(hydrated), m ninmum
I ndex Fl ux, maxi num ASTM D5887/ D5887M 0. 00000001 cubic m sg msec
Peel Strength, mn. M ASTM D6496/ D6496M 400 N'n2.3 | bs/inch
Peel Strength, MARV MD
Note 2
Note 1: Bentonite mass/unit area shall be conmputed at O percent noisture content.
Bentonite mass/unit area is exclusive of glues added to the bentonite
Note 2: The peel test applies to geotextile backed GCL products only

2  TESTS, | NSPECTIONS, AND VERI FI CATI ONS
2.1 Manuf acturing Sanpling and Testing

GCL and its conponents shall be sanpled and tested in accordance with the
manuf acturer's approved QC manual. The manufacturer's QC procedures shal
be in accordance with ASTM D5889/D5889N. Test results not neeting the
requirenents specified in Table 1 shall result in the rejection of
applicable rolls. The nmanufacturer's QC manual shall describe procedures
used to determne rejection of applicable rolls. As a mninum rolls
produced i nmedi ately prior to and i mediately after the failed roll shal
be tested for the same failed paranmeter. Testing shall continue until a
m ni mum of three successive rolls on both sides of the original failing
roll pass the failed paraneter.

2.2 Shear Strength Testing

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkhkhkhkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkk

NOTE: Frictional resistance of GCL is highly
dependent on the hydrating fluid, hydration state,
confining stresses during saturation, confining
stresses during shear, and strain rate. These

par aneters should be specified on a site specific
basis. For interface shear strength testing, a set
of direct shear tests should consist of a mininum of
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three tests performed at nornmal stresses bracketing
the anticipated average normal field stresses.

The hydration state of the GCL can have a
significant effect on its shear strength. The shear
strength of bentonite decreases with increasing

noi sture content. |In addition, hydration of
bentonite nay affect the properties of reinforced
GCL by stretching the reinforcenent as the bentonite
swells. For geotextile backed GCLs, interface shear
strength is reduced due to the bentonite extruding
into the interface. As a prelinm nary guideline,

m ni mum hydration tinme should be 24 hours for

nm d- pl ane and interface shear strength testing.
However, it must be pointed out that research

i ndi cates these hydration tinmes will probably not
result in conplete hydration of the GCL. Hydration
times of up to 25 days are required to attain

conpl ete hydrati on.

The default strain rate of 1 mininis currently the
predom nant strain rate in use for both nid-plane
and interface shear strength testing. Additiona

gui dance on determ ning the appropriate strain rate
to prevent the build-up of pore pressure is provided
in ASTM D6243/ D6243M

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

Perform mi d-pl ane and interface shear strength testing in accordance with
ASTM D6243/ D6243N. Submit md-plane and interface shear strength test
results at least [14] [__ ] days prior to deploynment. The hydration
fluid to be used for both nid-plane and interface shear strength testing
shall be [tap water] [__ ]. The final noisture content of the GCL at the
center of each specinen shall be included with the test results. GCL and
adj acent geosynthetics shall be oriented such that the shear force is
parallel to the down slope orientation of the geosynthetics in the field.
Modi fications to the test procedures described in this section shall be
submitted and approved prior to use.

.2.2.1 M d- Pl ane Shear Strength Testing

[One set] [[___ ] sets] of mid-plane direct shear tests shall be
performed. Specinens shall be allowed to hydrate prior to shearing for a
mnimmof [_ ] hours. Free drainage shall be provided al ong both sides
of the GCL to aid in hydration. Specinens shall be allowed to consolidate
prior to shearing for a nininmumof [ ] hours. A normal stress of

[ ] kPa psf shall be used during hydration, consolidation, and
shearing. The nornmal stresses shall not be relieved prior to or during
shearing of the specinens. The shear rate shall be [ ]. Tests shal

be run until peak strength is determ ned.
.2.2.2 Interface Shear Strength Testing

[One set] [[___ ] sets] of interface direct shear tests shall be perforned
on both interfaces of the GCL. Specinens shall be allowed to hydrate prior
to shearing for a minimumof [__ ] hours. Free drainage shall be

provi ded along the outside of the GCL to aid in hydration. The other side
of the GCL shall be placed against the interface material on which the test
will be run. This interface material shall remain in place during
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hydrati on, consolidation, and shearing. Specinens shall be allowed to
consolidate prior to shearing for a minimumof [__ ] hours. Nornal
stresses of | 1, [ ], and [__ ] kPa psf shall be used during
hydration, consolidation, and shearing. The normal stresses shall not be
relieved prior to or during shearing of the specinens. The shear rate
shall be [ ]. Tests shall be run until a mninmmtotal displacenent of
[50] [ ] nm[2] [__ ] inches is reached.

PART 3 EXECUTI ON

3.

3.

3.

3.

1 SAMPLES AND TESTS

NOTE: The need for and anobunt of QC testing
performed by the QC | aboratory shoul d be deterni ned
on a site specific basis. Perneability and tensile
strength tests are often perforned at a reduced
frequency in conparison to the nass per unit area
test referenced in this paragraph

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkhkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

1.1 Samples

Col l ect QC sanples at approved | ocations upon delivery to the site at [the
request of the Contracting Officer] [a frequency of one test sanple per
[9,000] [___ ] square neters [100, 000] [ ] square feet]. Sanples
shal |l be collected, packaged, and transported in accordance wth

ASTM D6072/ D6072N. Sampl es shall be identified with a waterproof marker by
manuf acturer's nane, product identification, lot and roll nunber. The
date, a uni que sanple nunber, the machine direction, and the top surface of
the GCL shall also be noted on the sanple. The outer |ayer of the GCL rol
shal |l be discarded prior to sanpling a roll. Sanples shall then be
collected by cutting the full-width of the GCL sheet a mininumof 1 neter 3
feet wide in the machine direction. An additional [610 by 610] [__
[24 by 24] [__ ] inch QA sanple shall be collected, |abeled, and
submitted to the Contracting Officer each tinme QC sanples are collected

1.2 Conf or mance Tests

Provide QC sanples to the QC |l aboratory to determni ne bentonite nass per
unit area (ASTM D5993) peel strength (ASTM D6496/ D6496N), flux (

ASTM D5887/ D5887N) and tensile strength (ASTM D6768/ D6768N) [at the request
of the Contracting Oficer] [at a frequency of once per [
meters square feet of GCL placed]. Tests not neeting the requirenents
specified in Table 1 shall result in the rejection of applicable rolls.
Determ nation of applicable rolls shall be as described in paragraph Tests,
I nspections and Verifications.

2 INSTALLATION

2.1 Subgr ade Preparation

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Subgrade and anchor trench soils are
typically conpacted to a m ni num of 90 percent of
ASTM D698 maxi mum density. The final subgrade
surface should be rolled with a smooth drumroller
This paragraph will have to be renpved or nodified
if the GCL subgrade will be another geosynthetic
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layer.
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The subgrade shall be conpacted in accordance with Section [31 00 00
EARTHWORK] [_ ]. The subgrade surface shall be snmpboth and free of
vegetation, standing water, and angul ar stones or other foreign matter that
could damage the GCL. At a mininmum the subgrade surface shall be rolled
with a snoot h-drum conpactor of sufficient weight to renpbve any wheel ruts,
footprints, or other abrupt grade changes. All protrusions extending nore
than [13] [__ ] nmm[0.5] [___ ] inches fromthe subgrade surface (or

|l ess if recomended by the manufacturer) shall either be renoved, crushed,
or pushed into the surface with the snooth-drum conpactor. Each day during
pl acenment, the Contracting Officer and installer shall inspect the surface
on which GCL is to be placed and certify in witing that the surface is
acceptable.

. 2.2 Placement

GCL shall be installed as soon as practical after conpletion and approva

of the subgrade. Rolls shall be delivered to the work area in their
ori gi nal packaging. |Inmediately prior to deploynent, the packagi ng shal

be carefully renpved w t hout damagi ng the GCL. GCL which has been hydrated
prior to being covered by an overlying geonenbrane or a m ni nrum of 305 mm
12 inches of cover soil shall be renoved and replaced. Hydrated GCL is
defined as having becone soft as determ ned by squeezing the naterial with
finger pressure or material which has exhibited swelling. |I|f the subgrade
is soil, construction equiprment may be used to deploy GCL. |f the subgrade
is a geosynthetic, GCL shall be deployed by hand or by use of approved
Iight weight equi pment with pneunmatic tires which will not damage the
under | ying geosynthetic. On side slopes, GCL shall be anchored at the top
and depl oyed down the slope to nminimze winkles. Dragging of GCL panels
over the ground surface shall be minimzed. The Contracting Oficer has
the option of requiring the use of a slip sheet. Deployed GCL panels shal
lie flat on the subgrade surface, with no winkles or folds.

.2.3 Anchor Trench

Where anchor trenches are required, they shall be placed a mninum of [610]
[ ] mm[24] [__ ] inches back fromthe edge of slopes to be covered
Anchor trenches shall be a minimumof [610] [__ | ] mm[24] [__ ] inches
deep and [457] [__ ] nm([18] [__ ] inches wide. The front edge of the
trench shall be rounded so as to elimnate sharp corners that could damage
the GCL. The GCL shall extend down the front wall and across the bottom of
the anchor trench. Soils used for backfill shall have a naxi num particle
size of 25 M 1.0 inch and shall be placed in two lifts. Conpaction and
testing requirenments are described in Section [

. 2.4 Seams
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NOTE: Ceonenbr ane- backed GCLs may al so be wel ded
together. Refer to Section 02 56 13 WASTE

CONTAI NVENT GEOVEMBRANE f or geonenbrane seani ng
requirements.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

On side slopes, GCL shall be placed with seans oriented parallel to the
I'ine of maximum sl ope and shall be free of tension or stress upon
conpletion of installation. Panels shall be positioned with the overl ap
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recomended by the manufacturer, but not |ess than 150 nmm 6 i nches for
panel sides or 450 mm 18 inches for panel ends. Soil or other foreign
matter shall be renoved fromthe overlap area inmediately prior to
seamng. |f reconmended by the manufacturer, granular bentonite of the
sanme type as the bentonite used for the GCL shall be placed along the
entire overlap width at a mninumrate of 0.37 kg/linear nmeter 0.25

| bs/linear foot or as recommended by the nmanufacturer. Construction
adhesi ve or other approved seani ng net hods recommended by the manufacturer
shal | be used for horizontal seans on slopes. Overlaps which occur on

sl opes shall be constructed with the up slope GCL shingled over the down
slope GCL. Alternate seaning nethods nay be approved if recomended by the
manufacturer.

3.2.5 Protection

Only those GCL panel s which can be anchored and covered in the sanme day
shal | be unpackaged and installed. |f exposed GCL cannot be pernmanently
covered before the end of a working day, it shall be tenporarily covered
with plastic or other waterproof material to prevent hydration.

3.3 REPAIRS

Holes or tears in GCL shall be repaired by placing a patch of GCL extending
a mnimum of 305 nm 12 i nches beyond the edges of the hole or tear on all
sides. |If recommended by the manufacturer, granular bentonite or bentonite
mastic shall be applied in the overlap area. Patches shall be secured with
a construction adhesive or other approved methods as recommended by the
manufacturer.

3.4 PENETRATIONS

Penetration details shall be as recomended by the GCL nanufacturer. As a
nm ni mum pi pe penetrations shall incorporate a collar of GCL w apped around
the pipe and securely fastened. Dry bentonite or bentonite paste shall be
pl aced around the penetration as recommended by the GCL manufacturer

3.5 COVERING
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NOTE: This paragraph shoul d be nodified or renoved
if the GCL will be covered by another geosynthetic
layer.

General 'y, cover soil should have a maxi mum particle
size of 25 mm 1 inch or less. The required maximum
particle size should be based on manufacturer's
recommendations.

In cases where a non-aqueous liquid (i.e. jet fuel
gasoline, etc.) is being contained by the GCL, it
may be necessary to hydrate the GCL with water prior
to use. Hydration nmay be acconpli shed by

i ntroducing water into the contai nnent area either
by flooding or by the use of sprinklers. The GCL
suppl i er should be contacted for specific procedures
i f manual hydration is necessary.
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GCL shall not be covered prior to inspection and approval by the
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Contracting Officer. Cover soil shall be free of angul ar stones or other
foreign matter which could danage the GCL. The nmaxi mum particle size of
the cover soil shall be [25] [___ ] mm[1] [ ] inch. Cover soil shal
not be dropped directly onto the GCL froma height greater than 1 neter 3
feet. The soil shall be pushed out over the GCL in an upward tunbling

motion. The direction of backfilling shall proceed in the direction of
down gradient shingling of GCL overl aps; except that on side slopes, soi
backfill shall be placed fromthe bottom of the slope upward. Cover soi

shal | be placed such that soil does not enter the GCL overlap zone and
tensile stress are not nmobilized in the GCL. No equi pnent shall be
operated on the top surface of the GCL without perm ssion fromthe

Contracting Officer. The initial |oose soil lift thickness shall be [305]
[ ] nm([12] [__ ] inches. Equipnent with ground pressures | ess than
50 kPa 7.0 psi shall be used to place the first lift over the GCL. A

m ni mum of [305] [610] [915] [__ ] mm[12] [24] [36] [___ ] inches of
soil shall be maintained between construction equi pment with ground
pressures greater than 50 kPa 7 psi and the GCL during the covering
process. Equi pnent placing cover soil shall not stop abruptly, nake sharp
turns, spin their wheels, or travel at speeds exceeding [2.2] [__
[5] [ ] mph. Cover soil conpaction and testing requirenments are
described in Section [__ ].

-- End of Section --
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