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SECTI ON 05 51 00

METAL STAI RS
02/17

NOTE: This gui de specification covers the
requi renments for steel stair systens which are not a
part of any other netals systemof the specification

Associ ated work found in Division 5, "Metals,"
includes:

Structural steel

M scel | aneous net al
Handrails and railings
O nanmental railings

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).
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PART 1 GENERAL

NOTE: |If Section 05 05 23.16 STRUCTURAL WELDI NG i s
not included in the project specification

applicabl e requirements therefrom should be inserted
and the follow ng paragraph del et ed.
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[
]

1

Section 05 05 23.16 STRUCTURAL WELDI NG applies to work specified in this
section.

1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AVERI CAN ASSOCI ATI ON OF STATE HI GHWAY AND TRANSPORTATI ON OFFI Cl ALS
(AASHTO)

AASHTO M 314 (1990; R 2013) Standard Specification for
Steel Anchor Bolts

AMERI CAN | NSTI TUTE OF STEEL CONSTRUCTI ON (Al SC)

Al SC 360 (2016) Specification for Structural Stee
Buildings

AMERI CAN | RON AND STEEL | NSTI TUTE (Al SI)

Al SC/ Al SI 121 (2004) Standard Definitions for Use in the
Design of Steel Structures

AMERI CAN VELDI NG SCCI ETY ( AWS)

AWS D1.1/D1. 1M (2015; Errata 1 2015; Errata 2 2016)
Structural Wl ding Code - Stee

ASME | NTERNATI ONAL ( ASMVE)

ASME B18.2.1 (2012; Errata 2013) Square and Hex Bolts
and Screws (Inch Series)

ASME B18.21.1 (2009; R 2016) Washers: Helica
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ASME B18. 22M

ASME B18.6.1

ASME B18. 6.3

ASME B18. 6. 5M

ASME B18.6.7M

Spring-Lock, Tooth Lock, and Pl ain Washers
(I'nch Series)

(1981; R 2017) Metric Plain Washers
(2016) Wbod Screws (Inch Series)

(2013; R 2017) Machi ne Screws, Tapping
Screws, and Machine Drive Screws (Inch
Series)

(2000; R 2010) Standard Specification for
Metric Thread- Form ng and Thread- Cutting
Tappi ng Screws

(1999; R 2010) Metric Machine Screws

ASTM | NTERNATI ONAL ( ASTM

ASTM A1008/ A1008M

ASTM A1011/ A1011M

ASTM A108

ASTM A123/ A123M

ASTM A153/ A153M

ASTM A27/ A27M

ASTM A283/ A283M

ASTM A29/ A29M

ASTM A307

ASTM A325

(2016) Standard Specification for Steel,
Sheet, Col d-Rolled, Carbon, Structural,
Hi gh-Strength Low Al | oy, High-Strength
Low-Alloy with I nproved Fornmability,

Sol uti on Hardened, and Bake Hardenabl e

(2018a) Standard Specification for Steel
Sheet and Strip, Hot-Rolled, Carbon,
Structural, H gh-Strength Low Al l oy,

H gh-Strength Low Alloy with | nproved
Fornmability, and Utra-H gh Strength

(2013) Standard Specification for Steel
Bar, Carbon and All oy, Cold-Finished

(2017) Standard Specification for Zinc
(Hot-Di p Gal vani zed) Coatings on Iron and
Steel Products

(2016) Standard Specification for Zinc
Coating (Hot-Dip) on Iron and Steel
Hardware

(2017) Standard Specification for Steel
Castings, Carbon, for Ceneral Application

(2013) Standard Specification for Low and
Internediate Tensile Strength Carbon Steel
Plates

(2016) Standard Specification for General
Requi rements for Steel Bars, Carbon and
Al |l oy, Hot-W ought

(2014; E 2017) Standard Specification for
Carbon Steel Bolts, Studs, and Threaded
Rod 60 000 PSI Tensile Strength

(2014) Standard Specification for
Structural Bolts, Steel, Heat Treated,
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ASTM A325M

ASTM A36/ A36M

ASTM A449

ASTM A47/ AATM

ASTM A48/ A48M

ASTM A500/ A500M

ASTM A512

ASTM A53/ A53M

ASTM A568/ A568M

ASTM A575

ASTM A6/ A6M

ASTM A653/ A653M

ASTM A924/ A924M

ASTM B209

120/ 105 ksi M nimum Tensile Strength

(2014) Standard Specification for
Structural Bolts, Steel, Heat Treated, 830
MPa M ninum Tensile Strength (Metric)

(2014) Standard Specification for Carbon
Structural Steel

(2014) Standard Specification for Hex Cap
Screws, Bolts, and Studs, Steel, Heat
Treated, 120/105/90 ksi M ninmum Tensil e
Strength, General Use

(1999; R 2018; E 2018) Standard
Specification for Ferritic Malleable Iron
Castings

(2003; R 2012) Standard Specification for
Gray lron Castings

(2018) Standard Specification for

Col d- For med Wl ded and Seanl ess Car bon
Steel Structural Tubing in Rounds and
Shapes

(2006; R 2012) Standard Specification for
Col d-Drawn Buttwel d Carbon Steel
Mechani cal Tubi ng

(2018) Standard Specification for Pipe,
Steel, Black and Hot-Di pped, Zinc-Coated,
Wl ded and Seanl ess

(2017a) Standard Specification for Steel,
Sheet, Carbon, Structural, and

H gh-Strength, Low Alloy, Hot-Rolled and
Col d-Rol | ed, CGeneral Requirements for

(1996; E 2013; R 2013) Standard
Specification for Steel Bars, Carbon,
Merchant Quality, M Grades

(2017a) Standard Specification for Ceneral
Requirements for Rolled Structural Steel
Bars, Plates, Shapes, and Sheet Piling

(2017) Standard Specification for Steel
Sheet, Zinc-Coated (Gal vani zed) or
Zinc-lron All oy-Coated (Gal vanneal ed) by
the Hot-Di p Process

(2018) Standard Specification for General
Requi rements for Steel Sheet,
Metal lic-Coated by the Hot-Di p Process

(2014) sStandard Specification for Al um num
and Al unmi num Al |l oy Sheet and Pl ate
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1.

ASTM B209M

ASTM C514

ASTM C636/ C636M

ASTM E488/ E488M

ASTM F1679

ASTM F568M

(2014) Standard Specification for Al um num
and Al unmi num Al |l oy Sheet and Plate (Metric)

(2004; R 2014) Standard Specification for
Nails for the Application of Gypsum Board

(2013) Standard Practice for Installation
of Metal Ceiling Suspension Systens for
Acoustical Tile and Lay-In Panels

(2015) Standard Test Methods for Strength
of Anchors in Concrete and Masonry El enents

(2004e1) Standard Test Method for Using a
Vari abl e I ncidence Triboneter

(2007) Standard Specification for Carbon
and Alloy Steel Externally Threaded Metric
Fasteners

| NTERNATI ONAL ORGANI ZATI ON FOR STANDARDI ZATI ON (| SO

I SO 898-1

(2013) Mechanical Properties of Fasteners
Made of Carbon Steel and Alloy Steel —
Part 1: Bolts, Screws and Studs with
Specified Property C asses —Coarse Thread
and Fine Pitch Thread

NATI ONAL ASSOCI ATI ON OF ARCHI TECTURAL METAL MANUFACTURERS ( NAAMM)

NAAMM MBG 531

(2017) Metal Bar Grating Manual

NATI ONAL FI RE PROTECTI ON ASSOCI ATI ON ( NFPA)

NFPA 101

2 SUBMITTALS

(2018; TIA 18-1; TIA 18-2; TIA 18-3) Life
Saf ety Code

*kkkkkkkkkkkhkkkkkkkkkkk

NOTE:

kkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkxk

Revi ew Subnittal Description (SD) definitions

in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government

approval ,
with a"G"

due to their conplexity or criticality,
CGeneral ly, other subnittal itens can be

reviewed by the Contractor's Quality Control

System

Only add a “G’ to an item if the subnittal

is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny

proj ects,
the submittal

a code of up to three characters within
tags may be used following the "G

designation to indicate the approving authority.
Codes for Arny projects using the Resident
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Managenent System (RMB) are:
Ar chi t ect - Engi neer;

"AE" for

"DO' for District Ofice

(Engi neering Division or other organization in the

District Ofice);
Resi dent O fice;
following the "G' typically are not
and NASA proj ects.

Air Force,

An "S" followi ng a subnmittal
is required for the Sustainability
eNot ebook to fulfill

the submttal

"AO'" for Area Ofice; "RO' for
and "PO' for Project Ofice. Codes
used for Navy,

itemindicates that

federal |l y mandat ed sust ai nabl e

requirenents in accordance with Section 01 33 29

SUSTAI NABI LI TY REPORTI NG
t he SD nunber
item

under
submi ttal

Choose the first
and NASA projects, or
itemfor Arny projects.

Locate the "S" submttal

t hat best describes the

bracketed itemfor Navy, Air Force
choose the second bracketed

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkk

Gover nnent approval

kkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkk

is required for subnmittals with a "G' designati on;

submittals not having a "G' designation are [for Contractor Quality Control

approval . ][for information only.
"G' designation identifies the office that wll
Submittals with an "S"

t he Governnent. ]
Sust ai nabil ity eNot ebook,
REPORTI NG
SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs

When used, a designation follow ng the
review the submttal for
are for inclusion in the

in conformance to Section 01 33 29 SUSTAI NABI LI TY

Submit the following in accordance with Section 01 33 00

Iron and Steel Hardware; C, [___ 1]
St eel Shapes, Plates, Bars, and Strips; G, [___ 1]
Metal Stair System G, [___ 1]

SD- 03 Product Data
Structural -Steel Plates, Shapes, and Bars; C[, [___ 1]
Structural -Steel Tubing; C[, [___ 1]

Hot - Rol | ed Car bon Steel
Col d- Fi ni shed St eel
Hot - Rol | ed Car bon St eel

Col d- Rol | ed Carbon St eel

Gal vani zed Carbon St eel

Col d- Drawn St eel

Gray lron Castings;

Mal | eabl e Iron Castings;

Tubi ng;

Sheets and Strips;

1]
1]
., [—]
1]

G, [—1]
Bars; ([,
Bars; ([,
Sheet s;

Sheet s;
G
C, [—1]

G

ql,

cl,

cl,
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Concrete Inserts; C[, [__ 1]

Masonry Anchorage Devices; C[, [___ 1]
Protective Coating; C[, [__ 1]

Steel Pan Stairs; C[, [___ 1]

Steel Stairs; ¢, [___ 1]

Steel Stairs, Crcular; ¢, [___ 1]

SD-07 Certificates

[ Vel ding Procedures; ¢, [__ 11
Il Vel der Qualification; C[, [___]]
] SD- 08 Manufacturer's Instructions
Structural -Steel Plates, Shapes, and Bars; C[, [___ 1]

Structural -Steel Tubing; G, [___ 1]
Hot - Rol | ed Carbon Steel Sheets and Strips; ¢, [____]]
Col d-Fini shed Steel Bars; ¢, [___ 1]
Hot - Rol | ed Carbon Steel Bars; G, [__ 1]
Col d- Rol | ed Carbon Steel Sheets; C[, [___ 1]
Gal vani zed Carbon Steel Sheets; ¢, [___ 1]
Col d-Drawn Steel Tubing; G, [__ 1]
Gray lron Castings; ¢, [__ 1]
Mal | eabl e Iron Castings; ¢, [___ 1]
Protective Coating; C[, [__ 1]
Masonry Anchorage Devices; ¢, [___ 1]
1.3 QUALI TY CONTROL
1.3.1 Qualifications for Wl ding Wrk
[ Submit welding procedures in accordance with AWS D1.1/D1.1Nh. Make test
specimens in the presence of the Contracting O ficer, and have the
speci mens tested by an approved testing | aboratory at the Contractor's

expense.

I Certify welder qualification by tests in accordance with AWs D1.1/D1. 1V, or

under an equival ent approved qualification test. |In addition, perform
tests on test pieces in positions and with cl earances equival ent to those
actually encountered. |If a test weld fails to neet requirenents, ensure

that two test welds are retested i mmediately and that each test weld is
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made and passes. Failure in the inmmediate retest requires that the wel der
be retested after further practice or training and a conplete set of test
wel ds be nade.

] PART 2 PRODUCTS
2.1 SYSTEM DESCRI PTI ON

Submit conplete and detailed fabrication drawings for all iron and stee
hardware, and for all steel shapes, plates, bars, and strips used in
accordance with the design specifications referenced in this section

2.2 FABRICATION

Preassenble itens in the shop to the greatest extent possible. Disassenble
units only to the extent necessary for shipping and handling. dearly nmark
units for reassenbly and coordi nated installation

For the fabrication of work exposed to view, use only materials that are
smooth and free of surface bl em shes, including pitting, seam marks, roller
marks, rolled trade nanmes, and roughness. Renove bl eni shes by grinding, or
by wel ding and grinding, before cleaning and treating surfaces and appl yi ng
surface finishes, including zinc coatings.

2.2.1 Ceneral Fabrication

Prepare and submit metal stair system shop drawings with detailed plans and
el evations at scales not less than 1 to 12 scale 1 inch to 1 foot and with
details of sections and connections at scales not less than 1 to 4 scale 3
inches to 1 foot. Also detail the placenent draw ngs, diagrans, and
tenplates for installation of anchorages, including concrete inserts,
anchor bolts, and miscellaneous netal itenms having integral anchorage
devices.

Use materials of size and thicknesses indicated or, if not indicated, of
the size and thickness necessary to produce a finished product that is
strong enough and durabl e enough for its intended use. Wrk the naterials
to the dinensions indicated on approved detail draw ngs, using proven

met hods of fabrication and support. Use the type of materials indicated or
specified for the various conponents of work

Form exposed work true to line and level, with accurate angles and surfaces
and with straight sharp edges. Ease exposed edges to a radius of
approximately 0.8 millimeter 1/32 inch, and bend netal corners to the
smal | est radi us possible w thout causing grain separation or otherw se

i mpairing the work.

Conti nuously weld corners and seans in accordance with the recommendati ons
of AWS D1.1/D1.1N. Gind exposed welds snmooth and flush to match and bl end
wi t h adj oi ni ng surfaces.

For m exposed connections with hairline joints that are flush and snoot h,
usi ng conceal ed fasteners wherever possible. Use exposed fasteners of the
type indicated or, if not indicated, use Phillips flat-head (countersunk)
screws or bolts.

Provi de and coordi nate anchorage of the type indicated for the supporting

structure. Fabricate anchoring devices, and space them as indicated and as
necessary to provi de adequate support for the intended use of the work.

SECTION 05 51 00 Page 10



Il

Use hot-rolled steel bars for work fabricated from bar stock unless work is
i ndi cated or specified as fabricated fromcold-finished or cold-rolled
stock.

. 2.2 Steel Pan Stairs

.2.2.1 General

Joi ning pieces by welding. Fabricate units so that bolts and other

fasteni ngs do not appear on finished surfaces. Make joints true and tight,
and connections between parts lighttight. Gind continuous welds snooth
wher e exposed.

Construct netal stair units to sizes and arrangenents indicated to support
a mninmumlive | oad of 500 kil ogram per square neter 100 pounds per square
foot. Provide fram ng, hangers, columms, struts, clips, brackets, bearing
pl ates, and other conponents as required for the support of stairs and
platforms.

.2.2.2 Stair Framng

Fabricate stringers of structural-steel channels, or plates, or a
conbi nation thereof as indicated. Provide closures for exposed ends of
strings.

Construct platfornms of structural -steel channel headers and niscel | aneous
fram ng menbers as indicated. Bolt headers to stringers and newels, and
bolt fram ng menbers to stringers and headers.

.2.2.3 Ri ser, Subtread, and Subpl atform Metal Pans

Form metal pans of 2.8 millineter 0.1084-inch (12-gage) structural-steel
sheets, conformi ng to ASTM A1011/ A1011V, G ade 36. Shape the pans to the
configuration indicated.

Form netal pans of 2.8 mllinmeter 0.1084-inch (12-gage) gal vani zed
structural steel sheets, conforming to ASTM A653/ A653V, Grade A, with zinc
coating conform ng to ASTM A653/ A653N and ASTM A924/ A924N. Shape the pans
to the configuration indicated.

Construct risers and subtread netal pans with steel angle supporting
brackets, of the size indicated, welded to stringers. Secure netal pans to
brackets with rivets or welds. Secure subplatformnetal pans to platform
frames with wel ds.

.2.2. 4 Met al Saf ety Nosings

Bet ween stringers, provide abrasive cast netal safety nosings, 4 inches

wide by the full length of the step. Fabricate nosings to the thickness,
profile, and surface pattern indicated. Equip each nosing with integral
anchors for enbedding in the pan fill material, and space the anchors not

more than 100 millinmeter 4 inches fromeach end and not nore than 380
mllinmeter 15 inches on center.

.2.2.5 Steel Floor Plate Treads and Pl atforns

Provi de raised-pattern steel floor plate fabricated fromsteel conplying
with  ASTM A36/ A36N. Provide the pattern indicated or, if not indicated, as
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sel ected fromthe manufacturer's standard patterns.

Formtreads of 6 millinmeter 1/4-inch thick steel floor plate with integra
nosi ng and back-edge stiffener. Wl d steel supporting brackets to strings,
and wel d treads to brackets.

[ Fabricate platforns of steel floor plate to the thickness indicated.
Provi de nosing that match treads at |andings. Secure floor plates to
platformframi ng nmenbers wth wel ds.

12.2.2.6 Saf ety Nosings for Concrete Treads

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Cast iron nosings may be specified where
heavy use is anticipated. They should not be used
wher e appearance is inportant since they tend to

di scolor or rust. Check for availability. Cast

al um num nosi ngs may cost nore than cast iron

nosi ngs, but may be nore readily available. Specify
wher e appearance is inportant.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

[ Provide safety nosings of [cast alum nunm] [cast iron] with [cross-hatched]
[ pl ain] abrasive surfaces, or extruded alum numw th abrasive inserts, at
| east 100 nm 4 inches wide and 6 nm 1/4 inch thick [and term nating at not
more than 150 mm 6 inches fromthe ends of treads] [for metal -pan
cement-filled treads extending the full length of the tread] for stairs and
[as indicated] for platforns and | andings. Provide safety nosings with
anchors enbedded a minimumof 20 mMm 3/4 inch in the concrete and with tops
flush with the top of the traffic surface.

12.2.2.7 Saf ety Treads

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

NOTE: Select and indicate tread type. Delete
remai ni ng tread types.

NAAMM MBG 531:

W - wel ded (steel)
P - pressure | ocked (steel or alum nun)
R - riveted (steel or alum nun)

ASTM A653/ A653M W  wel ded (steel) or

ASTM B209M ASTM B209 B bolted (steel or

alum nun); or for concrete-filled netal pan-treads
ASTM A1011/ A1011M ASTM A568/ A568M st eel

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Each tread and the top |anding of a stairway
where vertical risers are used should have a nose
that extends 12 to 25 nm 1/2 inch to 1 inch beyond
the face of the lower riser. Include |arge-scale
details of stairs and safety nosings on the draw ngs.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

[ NAAM MBG 531 [al uminun] [steel], Type [ 11 [Plank grating
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ASTM A653/ A653N, Z275 G 90] [al um num ASTM B209N, ASTM B209] [
ASTM A1011/ A1011N, steel pan for concrete tread.

12.2.2.8 Steel Framing for Concrete Stairs

]

]

[

—

When necessary, nodify fabricated units to fit actual dinensions of the
supporting structure. Join steel conponents by welding. Provide 2
mllimeter 14-gage steel risers unless otherw se indicated. Arrange
components to receive finish materials as indicated.

. 2.3 Fl oor Grating Treads and Pl atforns

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use gal vani zed treads and platforns for
exterior stairs.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Provide floor grating treads and platforns conformng to ASTM A6/ A6,
ASTM A29/ A29N and NAAMM MBG 531, "Metal Bar Grating Manual." Provide the
pattern, spacing, and bar sizes as indicated:

a. @Galvanized finish, conformng to ASTM A123/ A123M.

b. Manufacturer's baked-on priner for painted finishes.

Fabricate grating treads with steel plate nosings on one edge and with
steel angle or steel plate carriers at each end for string connections.
Secure treads to strings with bolts.

Mat ch the nosings of grating platforns with the nosing of grating treads at

| andi ngs. Provide toepl ates where the open-si ded edges of floor grating
meet platformfrani ng nenbers.

.2.4 Protective Coating

Shop-prinme steelwork as indicated in accordance with [AlI SC/ Al SI 121]

[ Section 09 97 13.00 40 STEEL COATI NGS], except surfaces of steel encased
in concrete; welded surfaces; high-strength, bolt-connected surfaces; and
surfaces of crane rails.

Hot - di p gal vani ze steelwork as indicated in accordance with ASTM A123/ A123M.
Touch up abraded surfaces and cut ends of gal vani zed nenbers with
zinc-dust, zinc-oxide priner, or an approved gal vani zi ng repair conpound.

12.3 COMPONENTS

2.3.1 Steel Stairs

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Design fire escapes of the type and
arrangenent to conformto Fire Escape Stairs,
Section 5, of NFPA 101, Code for Safety to Life.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Consider the footwear typically worn by
personnel using grating treads and | andings with

openi ngs through the surface.

*% *% *% *% *% *% *% *% *%%
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Provide steel stairs conplete with stringers, [steel-plate treads and
risers,] [netal -pan concrete-filled treads,] [grating treads,] [nonskid
metallic treads,] [precast concrete treads,] |andings, colums, handrails,
and necessary bolts and other fastenings. [Hot-dip-galvanize] [Shop-paint]
steel stairs and accessori es.

2.3.1.1 Desi gn Loads

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: For industrial or heavy-duty stairs use a
live load of five tines the expected | oad and a
concentrated |l oad of 2 kN 1000 Ib. For standard
applications, use a live |load of 500 kg per square m
100 psf and a concentrated | oad of 1.3 kN 300 |b.
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Design stairs to sustain a live load of not less than [ ] kg per square
met er pounds per square foot, or a concentrated load of [ ] applied
where it is nost critical. Except for a comrercial product, design and
fabricate steel stairs to conformto Al SC 360. [Design fire stairs to
conformto NFPA 101)]

2.3.1.2 Materials

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: Provide each tread, and the top | anding of a
stairway where vertical risers are used, with a nose
that extends 12 to 25 nm 1/2 inch to 1 inch beyond
the face of the lower riser. Include |arge-scale
details of stairs and safety nosings on the draw ngs.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

NOTE: Select and indicate tread types.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provi de steel stairs of welded construction except that bolts may be used
where wel ding is not practicable. Do not use screw or screwtype
connections.

a. Structural Steel: ASTM A36/ A36\V.

b. Gatings for Treads and Landings: [ NAAMM MBG 531] [or] [Pl ank grating;
ASTM A653/ A653l, Z275 G 90 for steel; ASTM B209N ASTM B209 for
aluminum] [Provide gratings with nonslip nosings.] [with slip
resi stance exceeding a static coefficient of friction, both wet and
dry, of [0.5] [0.6] as tested in accordance with ASTM F1679.]

c. Support [steel floor plate] [netal pan for concrete fill] [steel
grating] on angle cleats welded to stringers or treads with integral
cleats, welded or bolted to the stringer. [Provide sheet-steel
| andings with angle stiffeners welded on.] C ose exposed ends. [For
exterior stairs, formall exposed joints to exclude water.]

d. Ensure that precast concrete treads are factory-built as specified in
Section 03 45 33 PRECAST[ PRESTRESSED] STRUCTURAL CONCRETE.

e. Before fabrication, obtain necessary field neasurenents and verify
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2.

Il

Il

drawi ng di nensi ons.

f. Cdean netal surfaces free of mll scale, flake rust, and rust pitting
bef ore shop finishing. Wld permanent connections. Finish welds flush
and snooth on surfaces that will be exposed after installation

3.2 Steel Stairs, Circul ar

Provi de standard open riser constructed of steel, with a m ni mum outsi de

di ameter of 1800 mm 6 feet and with 12 treads to the circle. Construct the
center pole fromone continuous |length of circular, cold-draw, seanless
tube with a mninmumoutside dianmeter of 90 Mrm 3 1/2 inches and with caps at
the top plate and base plate having countersunk nmachi ne screws and
expansi on shields for fastening to the concrete floor slab. Construct
treads and platforms fromsteel grating conforming to NAAVM MBG 531. [
Provi de nonslip nosings for gratings.] [Design slip-resistant gratings to
exceed a static coefficient of friction of 0.5 [0.6] as tested in
accordance with ASTM F1679.]

.3.3 Soffit Cips

Provide clips with holes for attaching netal furring for plastered
soffits. Space the clips not nore than 300 mllimeter 12 inches on center
and weld themto stair treads and platforns as required.

. 3.4 Concrete Inserts

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Use inserts for fastening steel stair itens
to cast-in-place concrete construction subjected to
direct pullout |oadings such as shelf angles and
supports attached to concrete slab ceilings.

I ndicate | ocations of inserts.
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Thr eaded-type concrete inserts consisting of galvanized ferrous castings,
internally threaded to receive M20 3/4-inch diameter nachine bolts; either
mal | eabl e iron confornming to ASTM A47/ AA7N or cast steel conforming to
ASTM A27/ A27N, and hot -di p-gal vani zed i n accordance with ASTM A153/ A153V

Wedge-type concrete inserts consisting of gal vani zed box-type ferrous
castings designed to accept M20 3/4-inch dianeter bolts having specia
wedge- shaped heads; either nmalleable iron conform ng to ASTM A47/ A47N or
cast steel conforming to ASTM A27/ A27N and hot - di p-gal vani zed i n accordance
with  ASTM A153/ A153N

Carbon steel bolts having special wedge-shaped heads, nuts, washers, and
shims and gal vani zed in accordance wi th ASTM A153/ A153N. Provi de
slotted-type concrete inserts consisting of galvanized 3 mllineter
1/8-inch thick pressed steel plate conform ng to ASTM A283/ A283l; of
box-type wel ded construction with slot designed to receive MO0 3/4-inch

di amet er square-head bolt with knockout cover; and be hot-dip-gal vani zed in
accordance with ASTM A123/ A123N

12.3.5 Masonry Anchorage Devices
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NOTE: Use only nmasonry anchorage devi ces for
fastening steel stair itens to solid nasonry and
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concrete when the anchor is not subjected to pullout
| oads or vibration in shear | oads.
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Provi de masonry anchorage devi ces consisting of expansion shields conplying
with  AASHTO M 314, ASTM E488/ E488N and ASTM C514 as fol | ows:

[ a. Lead expansion shields for machine screws and bolts 6 mllineter 1/4
i nch and snal |l er; head-out enbedded-nut type, single unit class, G oup
I, Type 1, Cass 1.

I b. Lead expansion shields for machine screws and bolts larger than 6
mllinmeter 1/4 inch in size; head-out enbedded-nut type, nultiple unit
class, Goup I, Type 1, dass 2.

Il c. Bolt anchor expansion shields for lag bolts; zinc-alloy, |long-shield
anchors class, Goup IlI, Type 1, Cass 1.

Jl d. Bolt anchor expansion shields for bolts; closed-end bottonm bearing
class, Goup Il, Type 2, dass 1.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Use toggle bolts for anchoring steel stair
itens to hollow masonry and stud partitions.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Use toggle bolts of the tunble-wing type, conformng to ASTM A325N ASTM A325,
ASTM A449, and ASTM C636/ C636lN, type, class, and style as required.

2.3.6 Fasteners
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NOTE: Select the fasteners that are consistent with
the stair system design.

*% *% *% *% *% *% *% *% *% *% *% *%%

Sel ect gal vani zed zinc-coated fasteners conform ng to ASTM A153/ A153N for
exterior applications or where the fasteners are built into exterior walls
or floor systens. Select the fasteners for the type, grade, and cl ass
required for the installation of steel stair itens:

a. Standard/regul ar hexagon-head bolts and nuts, conform ng to ASTM F568V,
ASTM A307, Grade A

b. Square-head |l ag bolts conformng to | SO 898-1, ASME B18.2.1.

c. Cadmiumplated steel nachine screws, conformng to ASME B18. 6. 7N,
ASME B18. 6. 3.

d. Flat-head carbon steel wood screws, conformng to ASME B18. 6. 5V,
ASME B18. 6. 1.

e. Plain, round, general -assenbl y-grade, carbon steel washers, conforn ng
to ASME B18. 22N ASME B18. 21. 1.

f. Helical-spring, carbon steel |ockwashers, conforming to | SO 898-1
ASME B18. 2. 1.
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2.4 MATERIALS
2.4.1 Structural - Steel Plates, Shapes and Bars

Structural -size shapes and pl ates, conform ng to ASTM A36/ A36lv, unl ess
ot herwi se noted, except bent or cold-forned plates.

Steel plates - bent or cold-fornmed, conforming to ASTM A283/ A283V, Grade C.

Steel bars and bar-size shapes, conform ng to ASTM A36/ A36lv, unl ess
otherw se noted for steel bars and bar-size shapes.

2.4.2 Structural - Steel Tubi ng
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NOTE: | ncludes square, rectangular, round, and
speci al |y shaped structural steel tubing.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provi de the foll ow ng:

[ a. Structural steel tubing, hot-formed, welded or seam ess, conforming to
ASTM A500/ A500V, Grade B, unless otherw se noted.

[ Structural steel tubing, hot-forned, welded or seanless, conformng to

12.4.3 Hot - Rol | ed Carbon Steel Bars
Provi de the foll ow ng:

[ a Hot-rolled carbon steel bars and bar-size shapes, conformng to
ASTM A575, grade as sel ected by the fabricator.

I b. Hot-rolled carbon steel bars and bar-size shapes, conformng to
[ ], grade as selected by the fabricator.

]2.4.4  Col d-Finished Steel Bars
Provi de the foll ow ng:

[ a. Cold-finished steel bars conform ng to ASTM A108, grade as sel ected hy
the fabricator.

I b. Cold-finished steel bars confornming to [ ], grade as selected by
the fabricator.

12.4.5 Hot - Rol | ed Carbon Steel Sheets and Strips
Provi de the foll ow ng:

[ a. Hot-rolled carbon sheets and strips conformng to ASTM A568/ A568N and
ASTM A1011/ A1011N, pickled and oil ed.

I b. Hot-rolled carbon sheets and strips conformng to | ].
12.4.6 Col d- Rol | ed Carbon Steel Sheets

Provi de the foll ow ng:
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[ a. Cold-rolled carbon steel sheets confornming to ASTM A1008/ A1008M.
Il b. Cold-rolled carbon steel sheets conforming to [____].
12.4.7 Gal vani zed Carbon Steel Sheets

Provi de the foll ow ng:

[ a. Galvanized carbon steel sheets confornming to ASTM A653/ A653l, with
gal vani zing conform ng to ASTM A653/ A653NV and ASTM A924/ A924N.

Il b. @Galvanized carbon steel sheets conformng to | ], with gal vani zi ng
conforming to [_ ].

12.4.8 Col d- Drawn St eel Tubing
Provi de the foll ow ng:

[ a. Cold-drawn steel tubing confornming to ASTM A512, sunk drawn,
butt-wel ded, cold-finished, and stress-relieved.

I b. Cold-drawn steel tubing conformng to | 1, [ ].

12.4.9 Gray lron Castings
Provi de the foll ow ng:
[ a. Gay iron castings conform ng to ASTM A48/ A48l, C ass 30.
I b. Gay iron castings conformngto[_ ], Cass [__ 1.
]12.4.10 Mal | eabl e 1ron Castings
Provi de the foll ow ng:
[ a. Malleable iron castings conform ng to ASTM A47/ A47N, grade as sel ect ed.
I b. Malleable iron castings conformng to[___ ], grade as sel ected.
12.4.11 St eel Pipe
Provi de the foll ow ng:
[ a. Steel pipe confornming to ASTM A53/ A53l, type as sel ected, G ade B;

primed finish, unless galvanizing is required; standard wei ght
(Schedul e 40).

I b. Steel pipe conforming to | ], type as selected, Grade | 1;
primed finish, unless galvanizing is required; [standard wei ght
(Schedul e 40)] [ ].

]PART 3  EXECUTI ON
3.1 PREPARATION
Cl ean surfaces thoroughly before installation. Prepare surfaces using the

met hods recommended by the nmanufacturer for achieving the best result for
the substrate under the project conditions. Exam ne materials upon arrival
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at site. Notify the carrier and manufacturer of any danmage.

Protect installed products until conpletion of project. Touch up, repair
or replace, danmaged products before substantial conpletion

.2 INSTALLATION

Install in accordance with the nmanufacturer's instructions and approved
submittals. Install in proper relationship with adjacent construction
Install itens at locations indicated, according to the manufacturer's

instructions. Verify all nmeasurenents and take all field neasurenents
necessary before fabrication. Ensure that exposed fastenings are
conmpatible with generally match the color and finish of, and harnoni ze with
the material to which they are applied. Include materials and parts
necessary to conplete each item even though such work is not definitely
shown or specified. Poor matching of holes for fasteners is cause for
rejection. Conceal fastenings where practicable. Select thickness of

metal and details of assenbly and supports that adequately strengthen and
stiffen the construction. Formjoints exposed to the weather to exclude
water.

2.1 Fi el d Preparation

Renove rust-preventive coating just before field erection, using a renover
approved by the coating manufacturer. Provide surfaces, when assenbl ed,
free of rust, grease, dirt and other foreign natter.

. 2.2 Fi el d Wl di ng

Conply with AWS D1.1/D1. 1V in executing manual shiel ded-netal arc wel ding,
(for appearance and quality of new welds) and in correcting existing
welding.

. 2.3 Saf ety Nosi ngs

Conpl etely enbed nosing in concrete before the initial set of the concrete
occurs and finish flush with the top of the concrete surface.

. 2.4 Touchup Pai nting

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Del ete the paragraph and heading if touchup
painting is excluded fromthe steel stair erector's
work.
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Imedi ately after installation, clean all field welds, bolted connections,
and abraded areas of the shop-painted material, and repaint exposed areas

with the sane paint used for shop painting. Apply paint by brush or spray
to provide a minimumdry-filmthickness of 0.051 nmillimeter 2 nils.

-- End of Section --
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