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NOTE: This gui de specification covers the

requi renents for furnishing all equipnent,

materi als, techniques and | abor for providing and
installing steel stressing tendons and accessories
for the construction of prestressed concrete. This
section was originally devel oped for USACE Civi l
Wor ks projects.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).
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PART 1
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GENERAL

1.1 LUMP SUM PRI CES

*kkk
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NOTE: If Section 01 22 00.00 10 PRI CE AND PAYMENT
PROCEDURES is included in the project
specifications, this paragraph title (LUVP SUM

PRI CES) should be deleted fromthis section and the
remai ni ng appropriately edited subparagraphs shoul d
be inserted into Section 01 22 00.00 10.

*kkk
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1.1.1 Steel Stressing Tendons and Accessories for Prestressed Concrete

1.1.1.1 Payment
Payment will constitute full conpensation for furnishing all plant, |abor,
mat eri al s and equi prent and perform ng all operations necessary for stee
stressing tendons and accessories for prestressed concrete.

1.1.1.2 Unit of Measure

Unit of measure: |lunp sum

1.2 REFERENCES

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi c designation only.

AMERI CAN CONCRETE | NSTI TUTE (ACl)

ACl 318 (2014; Errata 1-2 2014; Errata 3-5 2015
Errata 6 2016; Errata 7-9 2017) Buil ding
Code Requirenents for Structural Concrete
(ACI 318-14) and Commentary (ACI 318R-14)

ACl 318M (2014; ERTA 2015) Buil di ng Code
Requirements for Structural Concrete &
Commentary

ACl SP- 66 (2004) AClI Detailing Manua

ASTM | NTERNATI ONAL ( ASTM
ASTM A416/ A416M (2017a) Standard Specification for
Low Rel axati on, Seven-Wre for
Prestressed Concrete

ASTM A421/ A421M (2015) Standard Specification for Uncoated
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1.

Stress-Relieved Steel Wre for Prestressed

Concrete

ASTM A722/ A722M (2015) Standard Specification for Uncoated
H gh-Strength Steel Bar for Prestressing
Concrete

ASTM C109/ C109M (2016a) Standard Test Method for

Conpressive Strength of Hydraulic Cenent
Mortars (Using 2-in. or (50-mm) Cube
Specimens)

POST- TENSI ONI NG | NSTI TUTE ( PTI)

PTI MLO. 3 (2000) Field Procedures Manual for
Unbonded Single Strand Tendons

PTI MbO. 3 (2012) Quide Specification for G outed
Post-Tensioning

PTI MB5.1 (2012; ERTA 2012; Addendum 1 2013)

Specification for Gouting of
Post - Tensi oned Structures

PTI - CRT-20 Gl1-1015 (2015) Manual for Certification of Plants
Produci ng Unbonded Si ngle Strand Tendons

3 SUBMITTALS

NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmittals
required for the project.

The Guide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" GCenerally, other submittal itenms can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the submttal
is sufficiently inmportant or conplex in context of

t he project.

For subnmittals requiring Government approval on Arny
projects, a code of up to three characters within
the submttal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenent System (RMS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
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1

1

1

eNot ebook to fulfill federally mandat ed sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTI NG Locate the "S" subnittal
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Army projects.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Governnent approval is required for submttals with a "G' designation
submittals not having a "G' designation are for [Contractor Quality Contro
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submttal for the
Government.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the following in accordance with Section 01 33 00
SUBM TTAL PROCEDURES
SD- 02 Shop Dr awi ngs
Installation Drawi ngs; C[, | 1]
Procedures for Grouting Operations
SD- 03 Product Data
Prestressi ng Met hod and Equi pnent; ¢, | 1]
Mat eri al s Di sposition Records
Prestressing Operations Records
Recycl ed Content for Steel; S
SD-06 Test Reports
Stressing Tendons and Accessories

SD-07 Certificates

Tendon Installer Qualifications

4 QUALI TY ASSURANCE

4.1 Tendon Installer Qualifications

4.1.1 Unbonded Tendons

Installation crew nust have at |east two PTlI Level 2 certified installers

and all other personnel nust be PTI Level 1 certified installers. Subnmt
PTI certifications.

[1.4.1.2 Bonded Tendons

The direct supervisor of the Post-Tensioning operations nust be certified
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as PTlI Level 2 Bonded PT Field Specialist. The foreman of each
installation and stressing crew nust be certified as PTI Level 2 Bonded PT
Field Specialist. The forenman of each grouting crew nust be certified as
PTI Level 2 PT Field Specialist and ASBI Certified Gouting Technician. At
| east 25 percent of each crew nust be certified in PTI Level 1 Bonded
PT-Field Installation. Subnmit PTI certifications.

11.4.2 Instal |l ati on Drawi ngs

Submit detailed installation drawings for stressing tendons and accessories
approved prior to comencing the work and showi ng the type and size of
stressing tendons and anchorages, tendon profiles, erection nethods,
sequence of stressing and stressing cal cul ations.

.4.3 PTI Certified Plants

Fabrication plant nust be certified by PTI-CRT-20 Gl-1015

.5 DELI VERY, STORAGE, AND HANDLI NG

Deliver materials suitably wapped, packaged or covered at the factory to
prevent being affected by dirt, water and rust. Protect materials against
abrasi on or damage during shipnent and handling. Place naterials stored at
the site above the ground on el evated, covered pl atforns.

PART 2 PRODUCTS

2.

1 MATERIALS

Stressing tendons and accessories nmust conformto the requirenents of

ACl 318N ACI 318 except as specified. Submt certified materials test
reports for all required materials tests; note the specific standards
followed in the performance of tests, show that materials conply with the
appl i cabl e specifications for each material shipnent, and identified with
specific lots prior to use of materials in the work.

1.1 Mat eri al Recycl ed Content

For products in this section, where applicable and to extent all owed by
performance criteria, provide mnimm75 percent recycled content for stee

1.2 Stressi ng Tendons

Stressing tendons nust be clean and free of |oose rust, scale and pitting.
Permanently protect unbonded tendons from corrosion with an approved
appl i ed coati ng.

.1.2.1 Seven-Wre Stress-Relieved Strand and Strand Assenblies

Seven-wire stress-relieved strand and strand assenblies nmust conformto
ASTM A416/ A416N, Grade [1725 (250)] [1860 (270)], strand dianeter as
indicated. Strand assenblies may be field assenbled with anchor fittings
positively attached to strands for bonded tendons only.

.1.2.2 Stress-Relieved Wre and Wre Assenblies

Stress-relieved wire and wire assenblies nust conformto ASTM A421/ A421N
Type BA or WA, wire dianmeter as shown. Wre assenblies nust be shop
assenbl ed with anchor fittings positively attached to wres.
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2.1.2.3 Hi gh-Strength Steel Bars

H gh-strength steel bars must conformto ASTM A722/ A722N, Type | or 11,
Grade 1035 (150) neeting all supplenmentary requirenents

2.1.3 Accessories

2.1.3.1 Ducts

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use this paragraph for grouted tendons.

*% *% *% *% *% *% *% *%%

Provi de tendon ducts of galvani zed sheet steel or plastic, capable of
transmtting forces fromgrout to the surroundi ng concrete, flexible enough
to conformto the tendon profile and strong enough to nmintain their shape
wi t hout deform ng, sagging, or collapsing during concrete placenent and
vibration. The inside dianeter of the ducts nust be | arge enough to
provide an internal area at least two and a half tines the gross area of
multiple wire, bar or strand assenblies and nust be at |east 13 nm 1/2-inch
| arger than the dianmeter of a single wire, bar or strand placed in the
ducts. Design ducts for watertight connections with all fittings.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Use the next two paragraphs for unbonded
tendons.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

2.1.3.2 Tendon Sheat hi ng

Tendon sheat hi ng nust have a m ni mrumthickness of 1.25 mm 0.050 inch for
pol yet hyl ene or pol ypropylene with a nininumdensity of 0.9 g/cn? 0.034

lb/in 3. The sheat hi ng nust be continuous over the Iength of the tendon [to
provi de watertight encapsul ati on of strand] [between anchorages to prevent
i ntrusion of cenent paste or loss of coating for a non-encapsul ated system]

2.1.3.3 Tendon Coating

For unbonded tendons provide a conmpound with friction-reducing,

nmoi st ure-di spl aci ng, and corrosion-inhibiting properties that is chemcally
stabl e and nonreactive with prestressing steel, nonprestressed

rei nforcement, sheathing material and concrete. The conpound nust have a

m ni mum coating weight of[ 1.14 kg 2.5 Ib for 12 mMm 0.5 inch][ 1.36 kg 3 Ib
for 15 mMm 0.6 inch] dianmeter strand per 30 m 100 feet of strand.

Conpletely fill the annul ar space between the strand and sheat hing over the
entire tendon length with the tendon coati ng.

2.1.3.4 Anchorages and Couplers

Anchor ages and couplers nust be netal of proven corrosion resistance and
conpatible with the stressing tendons, capable of devel opi ng 95 percent of
the actual breaking strength of the strands. Anchorages nust be the
butt on- head, wedge, nut and thread, grip nut, thread-bar, threaded plate or
ot her approved type and nust be provided with bearing plates bars, rings,
bells or other positive-attaching anchor fittings. Provide couplers with
housi ngs |1 ong enough to pernit the necessary novenents and fittings which
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al | ow conpl ete grouting of all conponents. Bar couplers nust neet the
requi renents of ASTM A722/ A722N and devel op 100 percent of the m ni num bar
ultimate tensile strength.

2.1.3.5 Grout

NOTE: Use this paragraph for bonded tendons.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkk kkkkkkhkkkkkkkkkkkkkk

NOTE: Class A grout is for indoor applications and
out door nonaggressive exposures. Class B grout is
for aggressive exposures such as areas subjected to
wet/dry cycles, nmarine environments or deicing
salts. Cdass C grout can be used for either

nonaggr essi ve or aggressive exposure. Class D grout
is a specialized grout used in critical applications
where the properties of the grout are specified by

t he engi neer.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Grout for grouting post-tensioned tendons nust be a Class [A[B][C][D] in
accordance with PTI Me5.1. The m nimum 7-day conpressive strength of 50 mm
2-inch grout cubes, nolded, cured and tested in accordance with

ASTM C109/ C109N nust be 20.7 MPa 3000 psi

2.1.3.6 Encapsul ati on System

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include this paragraph for unbonded tendons
i n aggressive exposures.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Watertight encapsul ation of prestressing strand consisting of the foll ow ng:
2.1.3.6.1 Wedge- Cavity Caps

Attached to anchorages with a positive nmechanical connection and conpletely
filled with tendon coati ng.

2.1.3.6.1.1 Caps for Fixed- and Stressing-End Anchorage Devices
Desi gned to provide watertight encapsul ation of wedge cavity. Sized to
al l ow requi red extension of strand past the wedges. Attach cap for
fi xed-end anchorage device in fabricating plant.
2.1.3.6.1.2 Caps at Internedi ate Anchorages
Open to all ow passage of strand.
2.1.3.6.2 Sleeves
Attached to anchorage device with positive mechani cal connection
overl apped a mininumof 100 mm 4 inches with sheathing and conpletely
filled with tendon coati ng.

2.1.3.7 Nonprestressed Steel Bars

Provide reinforcing bars in accordance with Section 03 30 00 CAST-1 N PLACE
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CONCRETE. Coordi nate placenent of nonprestressed steel reinforcenment with
installation of tendons.

.1.3.8 Pocket Forners

Pocket forners nust be capable of conpletely sealing wedge cavity and be
sized to provide the required cover of the anchorage and all ow access for
cutting strand tail.

.1.3.9 Sheat hi ng Repair Tape

Repair tape nmust be elastic, self-adhesive, noisture proof tape with a

m nimumw dth of 50 nm 2 inches, in contrasting color to tendon sheat hi ng.
Repair tape nust be nonreactive with the sheathing, coating, or
prestressing steel.

.2  TESTS, | NSPECTI ONS, AND VERI FI CATI ONS
Performrequired material tests on stressing tendons and accessories by an

approved | aboratory to denonstrate that the materials are in conformance
with the specifications. These tests are at the Contractor's expense.

PART 3 EXECUTI ON

.1 INSTALLATION

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: I nclude bracketed |ines for bonded tendons.
Refer to "Sel ected Post-Tensioning Protection
Level s" by L.B. Krauser for guidance for the

sel ection of Tendon Protection Level for specific
post -tensi oni ng applications.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

Install or place stressing tendons and accessories as specified and as
shown on contract and approved installation drawings. Installation details
of stressing tendons and accessories not specified or shown nust be in
accordance with ACl SP-66, AClI 318v ACI 318 and PTI MLO0.3. Mintain a

m ni mum radi us of curvature of 480-stand dianeters for |lateral deviations
to avoid openings, ducts, and enbedded itens. Linit tendon bundles to
[five][ ] tendons. Mintain a mninmmof 300 nm 12 i nches between
center of adjacent bundles. Wlding nust not be perfornmed near or adjacent
to stressing tendons. Do not install stressing tendons until all welding
has been conpl eted on supports or any part which mght be in contact with
the tendons. Securely support unbonded tendons at regular intervals not to
exceed 1220 mm 48 inches.[ Gouted tendons nust neet protection |eve
[1A][1B][2][3] per PTI Mb0.3.] Place nonprestressed steel bars in
accordance with Section 03 30 00 CAST-1 N PLACE CONCRETE.

1.1 Anchorages

Set anchorages in a plane normal to the axis of the tendons such that

uni form bearing on the concrete is assured. Do not switch fixed- and
stressi ng-end anchorage | ocations fromthat shown on the approved
installation drawings. Use positive connecting anchorages rather than
gripping types for anchoring enbedded ends of tendons. Permanently protect
anchorages and anchor fittings against corrosion. Recess parallel wire
anchor age wedges or cores wi thin the nenbers.
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3.

1.2 Stressing Tendons and Ducts for G outed Post-Tensioned Systens

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Use this paragraph for bonded tendons only.

*% *% *% *% *% *% *% *%%

Renove protective coverings and w appi ngs, closely inspect each stressing
tendon to see that nicks, scoring, pits or other damage does not exist, and
closely inspect high strength steel bars to assure that they are not bent
and that threaded ends are in satisfactory condition inmediately prior to
installation. Strand, wire and bar tendons nust be shop or field assenbl ed
as required and positively attached to anchorages. Anchor type WA wire
assenblies only with wedge type anchorages. Assenble stressing tendons and
ducts to required shapes and di mensi ons and pl ace them where indicated on
drawi ngs within specified tol erances and adequately supported. Securely
support ducts to be grouted at regular intervals not exceeding 1220 mm 48
inches for round gal vani zed netal duct and steel pipes, 610 nmm 24 inches
for round plastic ducts and flat ducts with strand preinstalled and 305 mm
12 inches for flat ducts with strand preinstalled and grout openings and
vents nust be securely anchored to ducts and to either the fornms or
reinforcing steel to prevent displacenent during concrete placing. The
ends of ducts nust be effectively protected to prevent entry of water,
concrete, grout or debris. Wres of parallel-wire assenblies nust not be
spliced. Steel bar tendons may be joined by coupl ers where shown or
approved. Strands to be spliced nust have the sanme lay or direction of
twi st and the ends nust be cut by shears or abrasive grinders. No nore
than one strand nmay be spliced in any one nenber where single strand
tensioning is enployed. Strand splices nust be capabl e of devel oping the
full ultimate strength of the strand. Check for slippage of the splice and
correct for differential slippage. Were multiple strand tensioning is
used, not nore than 10 percent of the strands in any nenber may be spliced.

.1.3 Sheat hi ng I nspection and Repair

I nspect sheathing for damage after installing tendons. Repair damaged
areas by restoring tendon coating and repairing or replacing tendon
sheat hing. Follow tape repair procedures in PTI MUO. 3.

1.4 Prestressi ng Met hod and Equi pnent

Submit descriptions of the proposed prestressing nethods and equi pnent
approved prior to the start of prestressing operations and indicating the
manuf acturer of all prestressing equipnent, including tensioning jacks,
stress measurenent gages, dynanoneters and |oad cells or other devices for
measuring stressing | oads. Descriptions nust include certified calibration
records for each set of jacking equipnment and testing curves for stress
measur enent gages whi ch show that the gages have been calibrated for the
jacks for which they are to be used.

1.5 Tensi oni ng Tendons

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: Determination of the initial prestress force
nmust consider prestress | osses in accordance with
ACI 318M ACI 318, Section 18.6.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Tensi on stressing tendons as specified and indicated. Deternine the stress
i nduced in the tendons by any nethod of tensioning i ndependently by both
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(1) neasurenent of tendon elongation and (2) direct nmeasurenent of force
using a pressure gauge or load cell. |If the results of these two

measur enents do not check each other and the theoretical values are not
within 7 percent, carefully check the operation and deternine and correct
the source of error before proceeding further. Concrete cylinder tests
must indicate a breaking strength of at least [ ] MPa psi before
transfer of stress to ensure that the concrete strength is adequate for the
requi renents of the anchorages or for transfer through bond as well as neet
canber or deflection requirenents. The final prestress load in each unit
after seating nust be as indicated. Take safety measures to prevent
accidental injury caused by failure of a stressing tendon or tendon
conmponent. Protect the exposed ends of stressing tendons and anchorages
from danage during stressing operations to prevent failure.

.1.5.1 Post-Tensioning

Do not performtensioning until the concrete has reached the required
strength at transfer of stress. Measure the force corresponding to the
initial tension by a dynanoneter or other approved nethod as a starting
point in determning final elongation. The units nust be tensioned unti
the proper elongations and jacking pressures are attained and reconcil ed
within the limts stated above

.1.6 Grouti ng Post-Tensi oned Tendons

At | east four weeks prior to the start of construction subnit witten
procedures for grouting operations for approval. Performgrouting between
each tendon and its enclosing duct within 7 days after conpletion of the
tensi oning operation. Do not performgrouting if air tenperature below 7.2
degrees C 45 degrees F is anticipated within 48 hours after grouting unless
an approved nethod of tenperature control is used. Mx the grout in a
mechani cal m xer of a type that will produce uniformy and thoroughly m xed
grout. First, place water in the mixer foll owed by cenent and adm xture.
Continuously agitate frout until it is punped. Discard grout that has not
been used within 30 mnutes of the first addition of water to ensure the
flowability of the grout. Just before grouting, blow the ducts clear by
conpressed air. Wth the grout vent open at one end of duct, apply grout
continuously under noderate pressure at the other end until all entrapped
air is forced out as indicated by a uniformflow of grout fromthe

di scharge vent. Close the injection point by an approved neans to prevent
any loss of grout. For a period of at least 3 days after grouting the
tendons, the prestressed nenbers nust not have equi pnment or other | oads

pl aced on them A longer period may be required, dependi ng upon the nethod
of curing and magni tude of inposed stresses.

.1.7 Accuracy of Stress and El ongation Measurenent
1,71 Stress Measur enent

Hydraul i ¢ gauges, dynanoneters, |oad cells or other devices for neasuring
stressing | oad must have an accuracy of reading within two percent for
stress measurenent. (Gauges are required to have been calibrated for the
jacks for which they are used within a period not exceeding six nonths.
Performrecalibration at any tine that a gagi ng system shows indication of
erratic results in the opinion of the Contracting Officer. Gauges nust
indicate loads directly in kN pounds or be acconpani ed by a chart which
converts dial readings into kN pounds.
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3.1.7.2 El ongati on Measur enent

After the initial force has been applied to a tendon, establish reference
points for neasuring elongation due to additional tensioning forces. They
must be | ocated according to the nethod of tensioning and type of

equi pnent. The system used nust be capabl e of neasuring the true

el ongation plus or mnus 2 nm 1/16-inch

3.1.8 Prestressi ng Operations Records

Conpil e and subnit conplete prestressing operations records show ng the
manuf acturer, identification and description of materials and equi pnent
i ncludi ng prestressing tendons and jacking and | oad nmeasuring equi pnent;
| ocation of prestressing tendons; initial design tensioning |oads, fina
desi gn tensioning | oads and actual tensioning |oads for tendons; dates
tensioning | oads applied; and theoretical and actual elongations for
tendons before conpletion of the contract.

3.1.9 Tendon Fi ni shing

Do not cut strand tails or cover anchorages until stressing records have
been revi ewed and approved. Cut strand tail between 13 and 19 mm 1/ 2 and
3/4 inch fromwedges as soon as possible after approval of elongations. Do
not damage tendon or concrete during renoval of strand tail. Acceptable
met hods of cutting strand tail include oxyacetyl ene flane, abrasive wheel
hydraul i c shears or plasma cutting. Patch stressing pocket within one day
of cutting strand tail. Cean inside surface of pocket to renove |aitance
or tendon coating before installing patch material. Finish patch materi al
flush with adjacent concrete.

3.2 INSPECTION

The Contractor's facilities nust be open for inspection by the Contracting
Oficer at any tine.

3.3 MATERI ALS DI SPCSI TI ON RECORDS
Conpi | e accurate materials disposition records, identifying all materials
incorporated into the work and showi ng the disposition of specific |ots of
approved tested materials. Subnmit records which identify the incorporation
of approved materials into the work before conpletion of the contract.

-- End of Section --
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