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NOTE: This gui de specification covers the
requirenents for laminate clad architectural casework

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR).
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PART 1 GENERAL
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NOTE: Designer should require materials, products,
and innovative construction nethods and techni ques

which are environnental ly sensitive, take advantage
of recycling and conserve natural resources.

Executive Order No. 12873, dated 20 Cctober 1993,
requi res that Federal Agencies use environnentally
preferable products and services and inpl ement
cost-effective procurenent preference prograns
favoring purchase of these products and services.
"Environnental |y preferable" products and services
are those that have a | esser or reduced effect on
human health and the environnent when conpared with
conpeting products or services that serve the sane
purpose. This conparison nmay consider raw

SECTI ON 06 41 16.00 10 Page 4



mat eri al s, conponents, acquisition, production,
manuf act uri ng, packagi ng, distribution, reuse,
operation, maintenance, or disposal of the product
or service.

Factors to consider include, but are not limted to:

1) Ease of repairability and high durability. A
| esser frequency of replacenment reduces |andfil
(i.e., need for nore natural resources and energy)
costs.

2) Manufacturer/fabricator prograns in place
that reduce energy required or re-cycle energy,
wat er, by-products, or waste nmaterials in production
methods.

3) Low VOC s and off-gassing in the production
fabrication, assenbly, and installation of materials
and conponents.

Eval uation of the sustainable efforts of a

manuf acturer is subjective. There are no current
nmeasur abl e aspects of a sustai nable program for
casework materials which easily qualifies or

di squalifies a manufacturer or fabricator. The
subm ttal reviewer should use the information
provided in the Department of Army ETL 1110-3-491 in
conjunction with a common sense approach in making

t he eval uati on.

*%

1.1

*%

*% *% *% *% *% *% *% *% *% *% *%%

REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*%

*%

*% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
ext ent
basi ¢ designation only.

ref er enced.
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AMERI CAN NATI ONAL STANDARDS | NSTI TUTE (ANSI)

ANSI Al161.2 (1998) Decorative Lam nate Countertops,
Performance Standards for Fabricated Hi gh
Pressure

ASTM | NTERNATI ONAL ( ASTM

ASTM D1037 (2012) Evaluating Properties of Wod-Base
Fi ber and Particle Panel Materials

ASTM E84 (2018a) Standard Test Method for Surface
Burni ng Characteristics of Building
Materials

ASTM F547 (2017) Standard Terminology of Nails for

Use with Whod and Wod-Base Materials
BU LDERS HARDWARE MANUFACTURERS ASSCCI ATI ON ( BHWA)
ANSI / BHVA Al156. 9 (2015) Cabinet Hardware
COWVPCSI TE PANEL ASSOCI ATI ON ( CPA)
CPA A208.1 (2016) Particl eboard

CPA A208. 2 (2016) Medium Density Fi berboard (MDF) for
Interior Applications

NATI ONAL ELECTRI CAL MANUFACTURERS ASSOCI ATI ON ( NEMVA)

ANSI / NEMA LD 3 (2005) Standard for Hi gh-Pressure
Decorative Lam nates

SCI ENTI FI C CERTI FI CATI ON SYSTEMS ( SCS)
SCS SCS d obal Services (SCS) | ndoor Advantage
U.S. GREEN BUI LDI NG COUNCI L ( USGBC)

LEED BD+C (2009; R 2010) Leadership in Energy and
Envi ronmental Design(tm Buildi ng Design
and Construction (LEED- NC)

UL ENVI RONMVENT (ULE)
ULE Greenguard UL Greenguard Certification Program
W NDOW AND DOOR MANUFACTURERS ASSOCI ATI ON ( WDVR)

ANSI /VDMA | . S. 1A (2013) Interior Architectural Wod Flush
Doors

WOODWORK | NSTI TUTE (W)

NAAWS 3. 1 (2017; 2018 Errata Edition) North American
Architectural Wodwork Standards
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1.2 SYSTEM DESCRI PTI ON

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: The term"lanmi nate clad architectura
casewor k" as used herein includes all wood assenbly
conponents and specially designed and fabricated
custom casework that requires a high pressure
decorative laminate finish. This should include
such items as restroomvanities, cabinets, and
built-in shelving as detailed and | ocated on the
drawi ngs. Itens such as running trim nol dings,
wood railings,and other wood decorative conponents
shoul d be specified in Section 06 20 00 FIN SH
CARPENTRY. Prefabricated, nodul ar casework and
cabi netry should be specified in Section 12 32 00
MANUFACTURED WOOD CASEWWORK

Solid polymer (solid surfacing) conponents of

| ami nate architectural casework, such as
countertops, will be constructed in accordance wth
Section 06 61 16 SOLI D SURFACI NG FABRI CATI ONS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Work in this section includes |anm nate clad custom casework [cabi nets]
[vanities] [__ ] as shown on the drawi ngs and as described in this
specification. This Section includes high-pressure |am nate surfacing and
cabi net hardware. Conply with EPA requirenments in accordance with Section
01 33 29 SUSTAI NABI LI TY REPORTI NG. All exposed and sem -exposed surfaces,
whose finish is not otherwi se noted on the drawi ngs or finish schedul e,
shal | be sanded snooth and shall receive a clear finish of polyurethane.
Wood finish may be shop finished or field applied in accordance with
Section 09 90 00 PAINTS AND CQATI NGS.

1.3 SUSTAI NABI LI TY REPORTI NG

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The bracketed itens are representative of
LEED materi al docunentation and requirenents that
may apply to this project. These itens should be
edited to reflect the project requirenments.

*% *% *% *% *% *% *% *% *% *%%

Materials in this technical specification may contribute towards contract
compliance with sustainability requirenents. See Section 01 33 29
SUSTAI NABI LI TY REPCRTI NG for project LEED BD+C [ |ocal/regional materials,]
[ lowemtting materials,] [ recycled content,] [certified wood] [ __ ] [
and ][ rapidly renewabl e material s] LEED docunentation requirenents.

1.4 SUBMITTALS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Review subnittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have

designated those itens that require Governnent
approval, due to their conplexity or criticality,
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with a "G" Generally, other submittal itens can be

revi ewed by the

Contractor's Quality Control

System Only add a “G to an item if the subnittal

is sufficiently
t he project.

i mportant or conplex in context of

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for

Resident Ofice;

and "PO' for Project Ofice. Codes

following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e

requirenents in

accordance with Section 01 33 29

SUSTAI NABI LI TY REPORTI NG, Locate the "S" submittal
under the SD nunber that best describes the

submittal item

Choose the first

bracketed item for Navy, Air Force

and NASA projects, or choose the second bracketed

itemfor Arnmy projects.

*% *% *% *% *%

*% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submittal for the
Government.] Submittals with an "S" are for inclusion in the

Sust ai nabi l ity eNot ebook,

in conformance to Section 01 33 29 SUSTAI NABI LI TY

REPORTI NG. Submit the following in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:
SD- 02 Shop Drawi ngs

Shop Draw ngs
Installation

SD- 03 Product Data
Wood Material s
Wbod Fi ni shes
Fi ni sh Schedul e
Certification

SD- 04 Sanpl es

Pl asti c Lam nates
Cabi net Har dwar e

SD-07 Certificates
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1

1

Qual ity Assurance
Lani nate Cl ad Casework

SD-11 C oseout Submittals
LEED Docunent ati on

5 QUALI TY ASSURANCE

NOTE: This specification relies heavily on
standards devel oped by the Architectural Wodwork
Institute (AW), a national not-for-profit

organi zati on of manufacturers of architectura
woodwor k, suppliers to the industry, and design
professionals to provide specifications which
accurately describe and quantify m ni nrum standards
for architectural woodwork.

AW architectural woodwork quality standards for
casework materials and fabrication lists three
quality categories: prem um custom and econony
grade. The specifier nust judge the |level of
quality required for the specific end use
conditions. The specifier should becone faniliar
with the differences between custom and premni um
grade quality differences before editing this
specification.

To insure suitable durability and appearance it is
recomended that either the customor prem um grade
quality be selected. Econony grade should only be
consi dered where severe funding linitations dictate
this lesser quality be specified. AW Sections 400G
and 400B indicate the differences between grades
regardi ng acceptable materials for substrates and
conponents, fabrication nmethods, joinery,

tol erances, and other factors.

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

5.1 CGeneral Requirenents

Unl ess ot herwi se noted on the drawi ngs, all materials, construction

met hods, and fabrication shall conformto and conply with the [ prem uni
[custon] grade quality standards as outlined in NAAWS 3.1, Section for

| am nate clad cabinets. These standards shall apply in lieu of om ssions
or specific requirenents in this specification. Contractors and their
personnel engaged in the work shall be able to denonstrate successfu
experience with work of conparable extent, conplexity and quality to that
shown and specified. Subnit a quality control statenment which illustrates
conpliance with and understandi ng of NAAWS 3.1 requirenents, in general
and the specific NAAWS 3.1 requirenents provided in this specification.
The quality control statenent shall also certify a m ninmumof ten years
Contractor's experience in |lamnate clad casework fabrication and
construction. The quality control statenent shall provide a list of a

m ni mum of five successfully conpleted projects of a similar scope, size,
and conplexity.
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1.5.2 Mock-ups

Prior to final approval of shop draw ngs, provide a full-size nock-up of a
typical [vanity] [floor cabinet] [wall cabinet] [__ ], including all
conponents and hardware necessary to illustrate a conpleted unit with a

m ni mum of one door and one drawer assenbly. The conpl eted nock-up shal

i nclude countertops and back spl ashes where specified. The nock-up shal
utilize specified finishes in the patterns and colors [as indicated] [as
indicated in Section 09 06 00 SCHEDULES FOR FI NI SHES]. Upon di sapproval
rework or remake the mock-up until approval is secured. Renove rejected
units fromthe jobsite. Approved nock-up nmay remain as part of the
finished work. Submit shop drawi ngs showing all fabricated casework itens
in plan view, elevations and cross-sections to accurately indicate
materials used, details of construction, dinensions, nmethods of fastening
and erection, and installation methods proposed. Shop drawi ng casework
items shall be clearly cross-referenced to casework itens | ocated on the
proj ect drawi ngs. Shop draw ngs shall include a color schedule of al
casework itens to include all countertop, exposed, and seni-exposed cabi net
finishes to include finish material manufacturer, pattern, and col or

1.5.3 Sust ai nabl e Design Certification

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Products neeting the Gold standard will al so
neet the basic standard. Require Gold when the
facility will be used by people sensitive to air
quality conditions, such as child devel opnent
centers and nedical facilties.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Product shall be third party certified in accordance with ULE G eenguard]
Gold], SCs< Scientific Certification Systenms |ndoor Advantage[ Cold ]or
equal. Certification shall be performed annually and shall be current.

1.6 DELI VERY, STORAGE, AND HANDLI NG
Casework may be delivered knockdown or fully assenbled. Deliver all units
to the site in undanaged condition, stored off the ground in fully encl osed
areas, and protected from danmage. The storage area shall be well
ventilated and not subject to extreme changes in tenmperature or hunmidity.
1.7  SEQUENCI NG AND SCHEDULI NG
Coordinate work with other trades. Units shall not be installed in any
room or space until painting, and ceiling installation are conplete within
the room where the units are |ocated. Floor cabinets shall be installed
before finished flooring materials are installed.
PART 2 PRODUCTS
2.1 WOOD MATERI ALS
2.1.1 Lumber
a. Al framng lunber shall be kiln-dried Grade Il to dimensions as shown
on the drawi ngs. Franme front, where indicated on the draw ngs, shal
be nonminal 19 mm 3/4 inch hardwood.

b. Standing or running trimcasework conponents, which are specified to
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2.

2.

2.

receive a transparent finish, shall be [ ] hardwood species, plain
sawn. AW grade shall be [premum [custonj. Location, shape, and
di nensi ons shall be as indicated on the draw ngs.

1.2 Panel Products

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The plastic |lanminate industry reconmends
usi ng nmedi um density fiber board (MDF) or medi um
density particleboard as suitable panel substrates.
The use of plywood is di scouraged whenever possible
due to the potential for stress crack, shrink-back
and tel egraphi ng probl ens.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

1.2.1 Plywood

Al'l plywood panel s used for fram ng purposes shall be veneer core hardwood
plywood, NAAWS 3.1 Grade AA. Nomi nal thickness of plywod panels shall be
as indicated in this specification and on the draw ngs.

.1.2.2 Particleboard

Al'l particleboard shall be industrial grade, nediumdensity (640 to 800 kg
per cubic neter 40 to 50 pounds per cubic foot), 19 mm3/4 inch thick. A
moi sture-resi stant particleboard in grade Type 2-M2 or 2-M3 shall be used
as the substrate for plastic |ami nate covered [countertops] [backspl ashes]
[ ] [conponents as | ocated on the draw ngs] and ot her areas subjected
to noisture. Particleboard shall meet the mininmumstandards listed in
ASTM D1037 and CPA A208.1

.1.2.3 Medi um Density Fi berboard

Medi um density fiberboard (MDF) shall be an acceptabl e panel substrate
where noted on the drawings. Mediumdensity fiberboard shall neet the
m ni mum standards listed in CPA A208. 2.

.2 SOLI D POLYMER MATERI AL

Solid surfacing casework conmponents shall conformto the requirenents of
Section 06 61 16 SOLID SURFACI NG FABRI CATI ONS.

3 H GH PRESSURE DECORATI VE LAM NATE ( HPDL)

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: The grades listed in this paragraph should be
edited to include only those grades required for the
specific end use of the casework and conponents.
General characteristics and intended end uses are as
follows:

Hori zontal HGS grade is thicker and therefore the
nost durable. It is not intended to be post forned
to a tight radius.

Vertical VGS grade is thinner and does not have the
i mpact resistance of a horizontal grade.

Hori zontal HGP and vertical VGP grades are thinner
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than their general purpose grade counterparts and
are engineered specially for post forming to tight
i nsi de and out si de bends.

Cabinet liner CLS grade is nuch thinner than genera
purpose vertical grade and is intended for |ight
duty use on such surfaces as sem -exposed interior
cabi net body and drawer interior surfaces.

Hori zontal HGF and vertical VG- grades are specially
fornmulated to provide a Class A flammbility rating
i n accordance with ASTM E84-00a, where required.

Backi ng sheet BK grade is intended for use on the
back side of |am nated panels or conmponents to
prevent noisture and hum dity absorption and

m ni m ze war page, thereby naxim zi ng di nensi onal
stability of the | am nated panel substrate materi al

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Al'l plastic laminates shall neet the requirenents of ANSI/NEMA LD 3 and
ANSI Al161.2 for high-pressure decorative |aninates. Design, colors,
surface finish and texture, and |ocations shall be as indicated on [the
drawi ngs] [Section 09 06 00 SCHEDULES FOR FINISHES] [ ]. Subnmt two
sanpl es of each plastic lam nate pattern and color. Sanples shall be a

nm ni mum of 120 by 170 mm 5 by 7 inches in size. Plastic |am nate types and
nom nal m ni mum t hi cknesses for casework conponents shall be as indicated
in the follow ng paragraphs.

. 3.1 Hori zontal General Purpose Standard (HGS) G ade

Hori zontal general purpose standard grade plastic |am nate shall be 1.22 nmm
(plus or minus 0.127 mm 0.048 inches (plus or mnus 0.005 inches) in

thi ckness. This laninate grade is intended for horizontal surfaces where
postform ng is not required.

. 3.2 Vertical General Purpose Standard (VGS) G ade

Vertical general purpose standard grade plastic |am nate shall be 0.71 nm
(plus or minus 0.012 mm 0.028 inches (plus or mnus 0.004 inches) in
thickness. This laninate grade is intended for exposed exterior vertica
surfaces of casework conponents where postforming is not required.

. 3.3 Hori zontal General Purpose Postfornable (HGP) G ade

Hori zontal general purpose postformable grade plastic |am nate shall be
1.07 mm (plus or mnus 0.127 nm) 0.042 inches (plus or ninus 0.005 inches)
in thickness. This |aminate grade is intended for horizontal surfaces
where post formng is required.

.3.4 Vertical General Purpose Postfornable (VG) G ade
Vertical general purpose postfornable grade plastic lamnate shall be 0.71
mm (plus or mnus 0.012 nm 0.028 inches (plus or mnus 0.004 inches) in

thickness. This lanminate grade is intended for exposed exterior vertica
surfaces of conponents where postformng is required for curved surfaces.
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3.5 Hori zontal General Purpose Fire Rated (HGF) G ade
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NOTE: \Where fire rated assenblies are required, it
is important to note that each material, including
the finish, substrate, and other conponent materials
nmust each be tested separately to conformw th the
required fire rating. Testing of assenblies as an
integral systemis not all owed.
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Hori zontal general purpose fire rated grade plastic |am nate shall be 1.22
mm (plus or mnus 0.127 nmm 0. 048 inches (plus or mnus 0.005 inches) in

t hi ckness. Laminate grade shall have a class 1, class Afire rating in
accordance with ASTM E84.

.3.6 Vertical General Purpose Fire Rated (VGF) G ade

Vertical general purpose fire rated grade plastic lamnate shall be 0.71 mm
(plus or minus 0.012 mm 0.028 inches (plus or mnus 0.004 inches) in

t hi ckness. This | aninate grade shall have a class 1, class A fire rating
in accordance with ASTM E84.

. 3.7 Cabi net Liner Standard (CLS) G ade

Cabi net liner standard grade plastic |lanminate shall be 0.51 mm 0.020 inches
in thickness. This laminate grade is intended for |ight duty sem -exposed
interior surfaces of casework conponents.

.3.8 Backi ng Sheet (BK) Grade

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Al panel substrates not nechanically
constrai ned, should be backed with a |amni nate
manuf acturer's backing sheet to minimze noisture
absorption and provi de substrate stabilization.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Undecor at ed backi ng sheet grade laninate is fornul ated specifically to be
used on the backside of plastic |am nated panel substrates to enhance

di mensional stability of the substrate. Backing sheet thickness shall be
0.51 mm 0. 020 inches. Backing sheets shall be provided for all |am nated
casewor k conponents where plastic lamnate finish is applied to only one

surface of the conponent substrate.

4 THERMOSET DECORATI VE OVERLAYS ( MELAM NE)

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Thernoset decorative overlays are also called
| ow pressure decorative |aninate or nelanmine. This
product is usually pre |amnated by thermal fusion
to particleboard, nmediumdensity fiber board or
other cellulosic naterial to forma part of the
manuf actured panel. Performance characteristics are
equal to a 0.5 nm 0.020 inch thick general purpose
grade or liner grade HPDL | aminate. Primary use is
as an alternate solution for liner grade | am nate
for cabinet interiors. Drawback lies in linited
color availability fromnost manufacturers conpared
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to HPDL.
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Ther noset decorative overlays (nel am ne panels) shall be used for [casework
cabinet interior] [drawer interior] [all sem -exposed] | ] surfaces.

.5 EDGE BANDI NG
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NOTE: PVC edge bandi ng for cabinet door and drawer
front edges is a standard, industry-w de approved
and wi dely used alternative to using plastic

| am nate. Advantages i ncl ude:

1) Anore flexible material for better adhesion to
substrate and mininizati on of del aninati on probl ens
often occurring with | am nate edges.

2) Solid color through the banding elininates the
contrasting dark line at door and drawer edges
typically found when plastic lanminate is used to
finish the edges, especially with [ight and solid
col ored | am nates.

3) PVCis nore durable and less brittle under inpact
than | am nate. Typical installation detail and
product standard width allows the PVC edging to
overlap the | am nate edge on the front and back
surfaces of the doors and drawers to protect and

m ni m zes the chance of chi pped door edges conmonly
seen with | am nate edged installations.

The nost conmmon edge banding is 0.5 mm 0.020 inch in
t hi ckness and 24 nm 15/ 16 inch wi de. This edge
banding is available in alnbst all solid colors and
many patterns and woodgrains to match all nmjor

| am nate selections. |f matching is desired,
reconmend coordi nati on and sel ecti on during casework
design to insure availability.

Edge banding is also available in other thicknesses
for nore durability, however, color selection is
very limted in these greater thicknesses.
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Edge banding for casework doors and drawer fronts shall be PVC vinyl and
shall be [0.5 nm 0.020 inch] [3 nm0.125 inch] [__ ] thick. Materia
width shall be [23.8 nm 15/ 16 inches] [as indicated on the draw ngs]
[ ]. Color and pattern shall [match exposed door and drawer front

| ami nate pattern and color] [be as indicated on the draw ngs] [

.6 VI NYL COUNTERTOP EDGE

Where | ocated on the draw ngs, vinyl edging for countertops shall be a
tee-nmoul d anchor type with a [flat] [radiused] [__ ] edge profile
Fi ni shed width shall be [as indicated on the drawings] [__ ]. Color

shall be as indicated on [the drawings] [Section 09 06 00 SCHEDULES FOR
FINNSHES] [__ ].
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2.

7

CABI NET HARDWARE
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NOTE: To insure a mninmumstandard quality is net,
every attenpt should be made to utilize standard
har dwar e conponents which can be found i n ANSI/BHVA
Al156.9. Use the ANSI/BHVA nunbering systemto
provi de a BHVA nunber for each conponent which
specifies the product class, base material, type of
product, description, and grade.

Speci al | y desi gned, custom or proprietary hardware
shoul d be thoroughly described and defined in this
paragraph.

The basi ¢ hardware conponents |listed and descri bed
bel ow are not inclusive. The list should be edited
to nodify, delete, or add hardware conponents as
necessary to provide the specifications required for
each end use and casework function

Hinge type will depend on cabinet construction style
requiring flush, inset |ipped, or overlay door
design, and desired appearance. Werever possible
it is highly recomended that self-closing hinges be
utilized to elimnate the need for door catches,

| at ches, or nmagnets which require constant

adjustment and have a high failure rate after

ext ended use.

*%

*% *% *% *% *% *% *% *% *% *% *% *%%

Subrit one sampl e of each cabinet hardware item specified to include
[hinges], [pulls], [drawer glides], and [___ ]. Al hardware shal
conformto ANSI/BHVA A156.9, unless otherwi se noted, and shall consi st
the follow ng conponents:

7.1 Door Hi nges

[ ] type, BHVA No. [__ 1.

7.2 Cabi net Pulls
NOTE: Cabinet pulls come in a w de variety of
styles, finishes, and sizes many of which do not fit
a BHVA category. \here a BHMA nunber is not
appropriate, provide a detailed description and
comerci al nodel nunber for reference.

[ ] type, BHVA No. [__ 1.

7.3 Drawer Slide

NOTE: For drawer stability, superior support,

durability, and maxi nrum | oad capability, only side
nmount ed hi nges shoul d be specified. Full extension
slides provide maxi mumutilization of drawer space
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and aid in cleaning.

Bottom or top center-nounted slides should only be
speci fied where side clearance precludes the use of
si de-mount ed sl i des.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Side mounted [__ ] type, BHVA No. [__ ] with [full] [___ ] extension
and a mnimum[34 kg 75 pound] [45 kg 100 pound] [__ ] load capacity.
Slides shall include an [integral] [positive] stop to avoid accidental

drawer renoval

7.4 Adj ust abl e Shel f Support System
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NOTE: Two nethods for shelf support are approved by
AW . For premumgrade AW requires recessed
(rmortised) netal shelf standards with snap-in netal
clips or nultiple drilled holes with nmetal shelf
rests. AW customgrade allows only nultiple
drilled holes with shelf rests. Either systemis
sati sfactory depending on the specifier's

requi renents. Surface nounted netal standards are
not approved under AW prenium and custom grades.
Specifier shall choose a nethod fromthose shown
bel ow or pernit Contractor option
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[ Recessed (nortised) netal standards, BHVA No. BO071, finish: [ ].
Support clips for the standards shall be [open type, BHVA No. B04091]
[cl osed type, BHVA No. B04081], finish: [__ 1] [Multiple holes with
[metal] [plastic] [wood] pin supports].

. 8 FASTENERS

Nails, screws, and other suitable fasteners shall be the size and type best
suited for the purpose and shall conformto ASTM F547 where applicable.

.9 ADHESI VES, CAULKS, AND SEALANTS

.9.1 Adhesives

Adhesi ves shall be of a fornula and type reconmended by AW. Adhesives
shall be selected for their ability to provide a durable, permanent bond
and shall take into consideration such factors as materials to be bonded,
expansi on and contraction, bond strength, fire rating, and noisture

resi stance. Adhesives shall neet |ocal regulations regarding VOC em ssi ons
and of f - gassi ng.

.9.1.1 Wbod Joi nery

Adhesi ves used to bond wood nenbers shall be a Type Il for interior use
[urea-fornal dehyde resin fornula] [polyvinyl acetate resin enul sion]
[ ]. Adhesives shall withstand a bond test as described in
ANSI / VDMA | . S. 1A,

.9.1.2 Lam nat e Adhesi ve

Adhesi ve used to join high-pressure decorative lamnate to wood shall be [a
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wat er - based contact adhesive] [ ] [adhesive consistent with AW and
| ami nate manufacturer's reconmendati ons]. PVC edgebandi ng shall be adhered
usi ng a pol yner-based hot nelt gl ue.

. 9.2 Caulk

Caul k used to fill voids and joints between | am nated conponents and
bet ween | ani nat ed conponents and adj acent surfaces shall be clear, 100
percent silicone.

.9.3 Sealant

Seal ant shall be of a type and conposition reconmmended by the substrate
manuf acturer to provide a noisture barrier at sink cutouts and all other
| ocati ons where unfinished substrate edges may be subjected to noisture.

.10 WOOD FI NI SHES

Pai nt, stain, varnish and their applications required for |lanmnate clad
casework conponents shall be [__ ] [as indicated in Section 09 90 00
PAI NTS AND COATINGS] [as indicated in Section 09 06 00 SCHEDULES FOR
FINISHES]. Color and location shall be as indicated on the draw ngs.

11 ACCESSORIES

L1101 G ass and d azing
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NOTE: Specifier nust select fromglass types bel ow
or include specifications for other glass type as
required for the project.
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G ass required in |aninated casework shall be referenced by type in
accordance with Section 08 81 00 GLAZING d ass shall be one of the
following:

a. Type [Al [_____ 1.

b. [Float] [Patterned] glass: [Clear] [pattern] quality.

c. Safety glass: [CQear] | ]; [heat strengthened] [fully tenpered]
[lam nated] | 1: [ ] mminches thick m nimum

d. Wre Jass: [Uear] [ ], polished [both sides] [one side]; [square]
[diagonal] [ ] mesh woven stainless steel wire of grid [ ] mMm
i nches size; | ] mminches thick.

.11.2 Grommets

G onmets shall be [plastic] [rmetal] [rubber] [
with a dianmeter of [
t he draw ngs.

_____ ] material for cutouts
] mminches. Locations shall be as indicated on

12 FABRICATION
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NOTE: Fabrication as described below is for typical
casework cabinetry and restroomvanity
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construction. Techniques, methods, and materials
woul d al so apply to other |amnated architectura
casework fabrications such as built-in shelving,
bookcases, and cafeteria counters. \Were one or
nore options are shown, all options are acceptable
for either AW prem um or custom grade unl ess ot her
wi se noted. The specification should be edited and
tailored to describe the particular casework itens
bei ng fabricat ed.

Shop fabrication and shop assenbly of conponents
shoul d be maxim zed to the extent possible. Quality
of fabrication and installation are generally
superior when acconplished in a mllIwork shop
facility as opposed to field work. Field
fabrication and assenbly should be Iimted to those
assenblies and final adjustments necessary to finish
installation of the casework.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Verify field neasurenents as indicated in the shop draw ngs before
fabrication. Fabrication and assenbly of conponents shall be acconplished
at the shop site to the maxi num extent possible. Construction and
fabrication of cabinets and their conponents shall neet or exceed the
requirenents for AW [prem un] [custon] grade unless otherw se indicated in
this specification. Cabinet style, in accordance with NAAWS 3.1, Section
400- G descriptions, shall be [flush overlay] [reveal overlay] [flush inset
without face frame] [flush inset with face frame] [as indicated on the
drawings].

2.12.1 Base and Wall Cabi net Case Body
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NOTE: Specifier nust choose a material fromthose
listed bel ow for each conponent or permt Contractor
option.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

2.12. 1.1 Cabi net Component s
Frame menbers shall be gl ued-together, kiln-dried hardwood |unber. Top
corners, bottom corners, and cabinet bottons shall be braced with either
har dwood bl ocks or water-resistant glue and nailed in place netal or
pl astic corner braces. Cabinet conponents shall be constructed fromthe
following materials and thicknesses:

2.12.1. 1.1 Body Menbers (Ends, Divisions, Bottons, and Tops)

19 mMm 3/4 inch [particleboard] [nmediumdensity fiberboard (MDF)] [veneer
core plywood] panel product

2.12.1.1.2 Face Franes and Rails
19 mm 3/ 4 inch [hardwood | unber] [panel product]
2.12.1.1.3 Shelving

19 mm 3/4 inch [particleboard] [mediumdensity fiberboard (MDF)] [veneer
core plywood] panel product
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2.12.1.1.4 Cabi net Backs

6 nm1/4 inch [particl eboard] [nediumdensity fiberboard (MDF)] [veneer
core plywood] panel product

2.12.1.1.5 Dr awer Sides, Backs, and Subfronts
13 mm 1/ 2 inch [hardwood | unber] [panel product]
2.12.1.1.6 Drawer Bottons

6 nm1/4 inch [particl eboard] [nmediumdensity fiberboard (MDF)] [veneer
core plywood] panel product

2.12.1.1.7 Door and Drawer Fronts

19 mm 3/ 4-inch [particleboard] [mediumdensity fiberboard (MDF)] pane
product

2.12.1.2 Joinery Method for Case Body Menbers

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specifier nust choose a nmethod fromthose
listed below or pernit Contractor option
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2.12.1.2.1  Tops, Exposed Ends, and Bottons

a. Steel "European" assenbly screws (37 nm1-1/2 inch fromend, 128 nm5
inch on center, fasteners will not be visible on exposed parts).

b. Dowel ed, glued under pressure (approx. 4 dowels per 300 nm 12 i nches of
joint).

c. Stop dado, glued under pressure, and either nailed, stapled or screwed
(fasteners will not be visible on exposed parts).
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NOTE: The following nethod is approved for AW
custom grade only.

*% *% *% *% *% *% *% *% *% *% *%%

d. Spline or biscuit, glued under pressure.
2.12.1.2.2 Exposed End Corner and Face Frame Attachnent
2.12.1.2.2.1 Mtered Joint

lock mter or spline or biscuit, glued under pressure (no visible fasteners)
2.12.1.2.2.2 Non-M tered Joint (90 degree)

butt joint glued under pressure (no visible fasteners)

2.12.1.2.2.3 Butt Joint
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NOTE: This nethod is approved for AW custom grade
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gl ued and nail ed

2.12.1.2.3 Cabi net Backs (Wall Hung Cabi nets)

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: Specifier nust choose a nethod fromthose
listed below or pernmit Contractor option

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Wal | hung cabi net backs nust not be relied upon to support the full weight
of the cabinet and its anticipated | oad for hangi ng/ nounti ng purposes.

Met hod of back joinery and hangi ng/ nounti ng nechani sns shoul d transfer the
| oad to case body nenbers. Fabrication nmethod shall be:

2.12.1.2.3.1 Ful | Bound
Ful I bound, captured in grooves on cabinet sides, top, and bottom Cabi net
backs for floor standing cabinets shall be side bound, captured in grooves;
glued and fastened to top and bottom

2.12.1.2.3.2 Ful | Overl ay
Ful | overlay, plant-on backs wi th nini mum back thickness of 13 nmm 1/2 inch
and nmini mum No. 12 plated (no case hardened) screws spaced a m ni mum 80 nmm
3 inches on center. Edge of back shall not be exposed on finished sides.
Anchor strips are not required when so attached.

2.12.1.2.3.3 Si de Bound
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NOTE: This nethod is approved for AW custom grade
only.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Si de bound, captured in groove or rabbetts; glued and fastened.

2.12.1.2. 4 Cabi net Backs (Fl oor Standi ng Cabinets)

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specifier nust choose a nmethod fromthose
listed below or pernmit Contractor option
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2.12.1.2. 4.1 Si de Bound
Si de bound, captured in grooves; glued and fastened to top and bottom
2.12.1.2.4.2 Ful | Overl ay
Ful | overlay, plant-on backs wi th m ni mum back thickness of 13 nm 1/2 inch
and mnimum No. 12 plated (no case hardened) screws spaced a m ni mum 80 nm

3 inches on center. Edge of back shall not be exposed on finished sides.
Anchor strips are not required when so attached.
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2.12.1.2.4.3 Si de Bound with Rabbetts
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NOTE: This nethod is approved for AW custom grade
only.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Si de bound, placed in rabbetts; glued and fastened in rabbetts.
2.12.1.2.5 Wall Anchor Strips

Wal | Anchor Strips shall be required for all cabinets with backs |ess than
13 mm 1/2 inch thick. Strips shall consist of mininmum 13 mm 1/2 inch thick
| unber, mninmum 60 M 2-1/2 inches width; securely attached to wall side of
cabi net back - top and bottom for wall hung cabinets, top only for floor

st andi ng cabi nets.

2.12.2 Cabi net Fl oor Base
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NOTE: Care should be taken in the selection of
cabinet floor base materials in areas subjected to
noi sture (for exanple: adjacent flooring cleaned by
wet - noppi ng or liquid cleaners, and where the
finished base naterial does not provide a noisture
barrier. Recommend treated |unber, or pane
products specifically engineered to be noisture
resi stant, be used in these areas.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Fl oor cabinets shall be nounted on a base constructed of [nonminal 50 nmm 2
inch thick lunber] [19 nm 3/4 inch particleboard] [19 nm 3/4 inch

fi berboard] [19 nm 3/4 inch veneer core exterior plywod]. Base assenbly
components shall be [treated lunber] [a noisture-resistant panel product].
Fi ni shed hei ght for each cabi net base shall be [not less than the ful

hei ght of the installed, specified wall base] [as indicated on the

drawi ngs]. Bottom edge of the cabinet door or drawer face shall [be flush
with top of base] [extend below the top of the base as indicated on the
drawings].

2.12.3 Cabi net Door and Drawer Fronts

Door and drawer fronts shall be fabricated from[19 nm 3/4 inch nedi um
density particleboard] [19 nm 3/4 inch medium density fiberboard (MDF].
Al'l door and drawer front edges shall be surfaced with [high pressure
plastic | aninate] [PVC edgebanding], color and pattern [to match exterior
face lamnate] [as indicated on the drawings] [as indicated in Section
09 06 00 SCHEDULES FOR FI NI SHES] .

2.12. 4 Drawer Assenbly
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NOTE: Specifier nust choose the substrate nateri al
fromthose |isted bel ow based on the proposed finish
for the conponent.
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2.12. 4.1 Dr awer Conponents
Drawer components shall consist of a renovable drawer front, sides, backs,
and bottom Drawer conponents shall be constructed of the follow ng
material s and thi cknesses:

2.12.4. 1.1 Drawer Sides and Backs For Transparent Finish

13 mm 1/2 inch thick [solid hardwood | unber] [7-ply hardwood veneer core
pl ywood (no voids), any species]

2.12.4.1.2 Drawer Sides and Backs For Lami nate Finish
13 mm 1/ 2 inch thick 7-ply hardwood veneer core substrate

2.12.4.1.3 Drawer Sides and Back For Thernoset Decorative Overlay
(Mel ami ne) Finish

13 mm 1/ 2 inch thick nediumdensity particleboard or MDF fi berboard
substrate

2.12.4.1. 4 Drawer Bottom

6 nm1/4 inch thick [veneer core panel product for transparent or plastic
| am nate finish] [thernpset decorative overlay nel am ne panel product]

2.12.4.2 Drawer Assenbly Joi nery Met hod

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specifier nust choose a nmethod fromthose
listed below or pernmit Contractor option.
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a. Miultiple dovetail (all corners) or French dovetail front/dadoed back,
gl ued under pressure.

b. Dowel ed, gl ued under pressure.
c. Lock shoul der, glued and pin nail ed.

d. Bottons shall be set into sides, front, and back, 6 nmm 1/4 inch deep
groove with a minimum9 mm 3/8 i nch standi ng shoul der.

2.12.5 Shelving
2.12.5.1 CGeneral Requirenents

Shel ving shall be fabricated from[19 nm 3/4 inch nmedi um density
particleboard] [19 mm 3/4 inch nmediumdensity fiberboard (MDF] [19 nm 3/4
inch veneer core plywod]. Al shelving top and bottom surfaces shall be
finished with [HPDL plastic lam nate] [thernpbset decorative overlay
(rmelanmine)]. Shelf edges shall be finished in a [HPDL plastic |aninate]
[thernpset decorative overlay (nelamnmne)] [PVC edgebanding].

2.12.5.2 Shel f Support System
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NOTE: Specifier nust choose a nmethod fromthose
listed below or pernmit Contractor option.
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The shel f support system shall be:
.12.5.2.1 Recessed (Mortised) Metal Shelf Standards

Mortise standards flush with the finishes surface of the cabinet interior
side walls, two per side. Pposition and space standards on the side walls
to provide a stable shelf surface that elininates tipping when shelf front
is weighted. Install and adjust standards vertically to provide a |evel
stabl e shelf surface when clips are in place.

.12.5.2.2 Pin Hol e Method

Drill holes on the interior surface of the cabinet side walls. Evenly
space holes in two vertical colums Space the holes in each colum at [25
mm1linch] [__ ] increnents starting [150 nm 6 inches] [ ] fromthe
cabinet interior bottomand extending to within [150 nm 6 inches] [ ]
of the top interior surface of the cabinet. Drill holes to provide a

| evel, stable surface when the shelf is resting on the shelf pins.

Coordi nate hole dianeter with pin insert size to provide a firm tight fit.

.12.6 Lam nate C ad Countertops

Construct |am nate countertop substrate of 19 nm 3/4 inch [particl eboard]

[ medi um density fiberboard (MDF)] [veneer core plywod]. The substrate
shal | be noi sture-resistant where countertops receive sinks, lavatories, or
are subjected to liquids. Al substrates shall have sink cutout edges

seal ed with appropriate seal ant against noisture. No joints shall occur at
any cutouts. A balanced backer sheet is required.

.12.6.1 Edge Style

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

NOTE: Specifier should select fromthe genera
countertop edge types listed bel ow or specify other
types as needed.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

Front [and exposed side] countertop edges shall be in shapes and to
di mensi ons as shown on the drawi ngs. The countertop edge material shall be:

.12.6.1.1 Post Formed Pl astic Lam nate
Lani nate edge shall be integral with countertop surface. Shape and profile

shall be [bullnose] [waterfall] [as indicated] [ ] and to di nensions as
indicated.

.12.6.1.2 Hardwood

Speci es, finish, profile, shape, and di nensions shall be as indicated on
the draw ngs. Hardwood edge shall overlap the exposed countertop | am nate
edge and shall be installed flush with the countertop | am nate surface.
.12.6.1.3  Vinyl

Vinyl tee-mould edge shall be in shape, thickness, and color as indicated

on the drawi ngs. Tee nould edge shall overlap the exposed countertop
| am nate edge and shall be installed flush with the countertop | ani nate
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surface.

2.12.6.1.4 Pl astic Lami nate Self Edge
Flat, 90 degree "self " edge. Edge nust be applied before top. Lam nate
edge shall overlap countertop |am nate and shall be eased to elininate
sharp corners

2.12.6.2 Lam nate O ad Spl ashes

Countertop spl ash substrate shall be 19 mm 3/4 inch [particl eboard] [ MF

fi berboard] [veneer core plywood]. Lam nate clad backsplash shall be
[integral with countertop, coved to radius and to di nensions as indicated
on the drawi ngs] [loose, to be installed at the tine of countertop
installation]. Side splashes shall be straight profile and provided | oose,
to be installed at the time of countertop installation. Back and side

spl ash | am nate pattern and color shall match the adjacent countertop
laminate.

2.12. 7 Lam nate Application

Lani nate application to substrates shall follow the reconmended procedures
and instructions of the | am nate manufacturer and ANSI/NEMA LD 3, using
tool s and devices specifically designed for |am nate fabrication and
application. Provide a balanced backer sheet (Gade BK) wherever only one
surface of the conponent substrate requires a plastic |anminate finish
Apply required grade of laminate in full uninterrupted sheets consistent
wi t h manuf actured sizes using one piece for full length only, using

adhesi ves specified herein or as recommended by the manufacturer. Fit
corners and joints hairline. Al |amnate edges shall be machined flush
filed, sanded, or buffed to renove nmachi ne marks and eased (sharp corners
renoved). Cean up at easing shall be such that no overlap of the nenber
eased is visible. Fabrication shall conformto ANSI Al61.2. Laninate
types and grades for conponent surfaces shall be as follows unless

ot herw se indicated on the draw ngs:

2.12.7.1 Base/ Wal | Cabi net Case Body

a. Exterior (exposed) surfaces to include exposed and seni-exposed face
frame surfaces: HPDL Grade [VGS] [VGP].

b. Interior (sem -exposed) surfaces to include interior back wall, bottom
and side walls: [HPDL Grade CLS] [ Thernbset Decorative Overlay
(melamine)].

2.12.7.2  Adjustabl e Shelving
2.12.7.2.1 Top and Bottom Surfaces

[ HPDL Grade HGS] [ Thernoset Decorative Overlay (mnelam ne)]
2.12.7.2.2 Al Edges

[HPDL Grade VGS] [Thernoset Decorative Overlay (nelam ne)][PVC edgebandi ng]

SECTION 06 41 16.00 10 Page 24



.12.7.3 Fi xed Shel vi ng
.12.7.3.1 Top and Bottom Surfaces

[ HPDL Grade HGS] [ Thernobset Decorative Overlay (melam ne)]
.12.7.3.2 Exposed Edges

[HPDL Grade VGS] [Thernoset Decorative Overlay (mnelam ne)][PVC edgebandi ng]
.12.7. 4 Door, Drawer Fronts, Access Panels

.12.7.4.1 Exterior (Exposed) and Interior (Sem -Exposed) Faces
HPDL Grade [VGS] [VGP]

.12.7.4.2 Edges

[ HPDL Grade VGS] [ PVC edgebandi ng]

.12.7.5 Drawer Assenbly

Al interior and exterior surfaces: [HPDL Grade CLS] [ Thernpset Decorative
Overlay (nelamne)].

.12.7.6 Count ert ops and Spl ashes
Al'l exposed and semi - exposed surfaces: HPDL G ade HGS
L12.7.7 Tolerances

Fl ushness, flatness, and joint tolerances of |am nated surfaces shall neet
the NAAWS 3.1 [premiun] [custon] grade requirenents.

.12.8 Finishing
.12.8.1 Filling

No fasteners shall be exposed on lanminated surfaces. Al nails, screws,
and other fasteners in non-|am nated cabi net conponents shall be
countersunk and the holes filled with wood filler consistent in color with
t he wood speci es.

.12.8.2 Sanding

Al'l surfaces requiring coatings shall be prepared by sanding with a grit
and in a nmanner that scratches will not showin the final system

.12.8.3 Coatings

Types, nethod of application and | ocation of casework finishes shall be in
accordance with the finish schedule, draw ngs and Section 09 90 00 PAINTS
AND COATINGS. All cabinet reveals shall be painted. Submit descriptive
data which provides narrative witten verification of all types of
construction materials and finishes, methods of construction, etc. not
clearly illustrated on the subnitted shop drawi ngs. Data shall provide
witten verification of conformance with NAAWS 3.1 for the quality
indicated to include materials, tol erances, and types of construction.
Both the manufacturer of materials and the fabricator shall submt
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available literature which describes re-cycled product content, operations
and processes in place that support efficient use of natural resources,
energy efficiency, enissions of ozone depleting chenicals, managenent of
wat er and operational waste, indoor environmental quality, and other
production techni ques supporting sustainabl e desi gn and products.

PART 3 EXECUTI ON

3.

1 INSTALLATION

Installation shall conply with applicable requirenents for NAAWS 3.1
[premunm] [custon] quality standards. Countertops and fabricated
assenblies shall be installed |evel, plunb, and true to line, in locations
shown on the draw ngs. Cabinets and other |aminate clad casework
assenbl i es shall be attached and anchored securely to the floor and walls
wi th mechani cal fasteners that are appropriate for the wall and fl oor
construction.

1.1 Anchoring Systens

.1.1.1 Floor

[Base cabinets] [ ] shall utilize a floor anchoring system[as detail ed
on the drawings]. Anchoring and nechani cal fasteners shall not be visible
fromthe finished side of the casework assenbly. [Cabinet] [__ ]
assenblies shall be attached to anchored bases wi thout visible fasteners
[as indicated in the drawings]. Where assenbly abuts a wall surface,
anchoring shall include a mninum 13 mm 1/2 inch thick |unmber or pane
product hanging strip, mnimm®60 mm2-1/2 inch width; securely attached to
the top of the wall side of the cabinet back

.1.1.2 Wall

[Cabinet] [vanity] [__ ] to be wall nounted shall utilize mninum 13 mMn
1/2 inch thick lunber or panel product hanging strips, mninmm60 mm2-1/2
inch width; securely attached to the wall side of the cabinet back, both
top and bottom

1.2 Countertops

Countertops shall be installed in |l ocations as indicated on the draw ngs.
Countertops shall be fastened to supporting casework structure with
mechani cal fasteners, hidden fromview. Al joints formed by the
countertop or countertop splash and adjacent wall surfaces shall be filled
with a clear silicone caul k. Loose [back] [side] splashes shall be adhered
to both the countertop surface perineter and the adjacent wall surface with
adhesi ves appropriate for the type of nmaterials to be adhered. Joints

bet ween the countertop surface and splash shall be filled with clear
silicone caulk in a snooth consistent concave bead. Bead size shall be the
m ni mum necessary to fill the joint and any surroundi ng voids or cracks.

.1.3 Hardware

Casework hardware shall be installed in types and | ocations as indicated on
the drawi ngs. Where fully conceal ed European-style hinges are specified to
be used with particleboard or fiberboard doors, the use of plastic or
synthetic insertion dowels shall be used to receive 5 nm 3/16 inch
"Buroscrews". The use of wood screws without insertion dowels is

prohibited.
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3.

1.4 Doors, Drawers and Renpvabl e Panel s

The fitting of doors, drawers and renpovabl e panel s shall be acconplished
within target fitting tol erances for gaps and flushness in accordance with
NAAWS 3.1 [premunm [custon] grade requirenents.

.1.5 Pl unbi ng Fi xtures

Install sinks, sink hardware, and other plunbing fixtures in |ocations as
i ndi cated on the drawi ngs and in accordance with [Section 22 00 00
PLUMBI NG GENERAL PURPCSE] [__ 1.

.1.6 Glass

Install glass and glazing in the casework using nethods and nmaterials
specified in Section 08 81 00 GLAZING in | ocations as indicated on the

drawings.

-- End of Section --
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