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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  hot - mi x asphal t  ( HMA)  cour ses 
( cent r al - pl ant  hot - mi x)  f or  r oads.

Adher e t o UFC 1- 300- 02 Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Cr i t er i a Change Request  ( CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   Modi f i cat i ons must  be made t o t hi s gui de 
speci f i cat i on dur i ng conver si on t o a pr oj ect  
speci f i cat i on i n accor dance wi t h t he NOTES whi ch ar e 
l ocat ed t hr oughout  t he document .   These NOTES ar e 
i nst r uct i ons t o t he desi gner ,  and wi l l  not  appear  i n 
t he pr oj ect  speci f i cat i on.

Thi s gui de speci f i cat i on onl y per t ai ns t o t he 
hot - mi x asphal t  aspect s of  t he pr oj ect  and not  t o 
any sur f ace pr epar at i on r equi r ement s deal i ng wi t h 
aggr egat e base cour ses,  mi l l i ng,  or  t ack and pr i me 
coat s.   Sur f ace pr epar at i on r equi r ement s shoul d be 
cover ed by ei t her  i ncl udi ng t hem i n t hi s gui de 
speci f i cat i on or  by addi ng per t i nent  sect i ons t o t he 
pr oj ect  document s.
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Thi s speci f i cat i on ut i l i zes a Qual i t y Assur ance and 
Qual i t y Cont r ol  ( QA/ QC)  const r uct i on management  
phi l osophy.   Qual i t y Assur ance r ef er s t o t he act i ons 
per f or med by t he Gover nment  or  desi gnat ed 
r epr esent at i ve t o assur e t he f i nal  pr oduct  meet s t he 
j ob r equi r ement s.   Thi s speci f i cat i on has been 
devel oped f or  QC t est i ng t o be used as a basi s of  
pay.  The Gover nment ' s QA t est i ng shoul d i ncl ude as a 
mi ni mum 10 per cent  of  t he QC t est s.   The 
speci f i cat i on can be edi t ed t o ut i l i ze QA t est i ng 
r esul t s ( s i mi l ar  t o Sect i on 32 12 15. 13 HOT- MI X 
ASPHALT AI RFI ELD PAVI NG)  i n det er mi ni ng t he basi s 
f or  pay.   Qual i t y Cont r ol  r ef er s t o t he act i ons of  
t he Cont r act or  t o moni t or  t he Cont r act or ' s 
const r uct i on and pr oduct i on pr ocesses and t o cor r ect  
t hese pr ocesses when out  of  cont r ol .   Resul t s of  QC 
t est i ng ar e r epor t ed dai l y on t he pr ocess cont r ol  
char t s mai nt ai ned by t he Cont r act or .   Qual i t y 
Cont r ol  i s  cover ed i n par agr aph CONTRACTOR QUALI TY 
CONTROL.   Qual i t y Cont r ol  al so i ncl udes t he t est i ng 
f or  pay and i s cover ed i n par agr aphs MATERI AL 
ACCEPTANCE and PERCENT PAYMENT.

For  pr oj ect s l ess t han 500 met r i c  t ons,  St at e DOT 
mat er i al ' s  r equi r ement s may be speci f i ed.   Onl y 
mat er i al  r equi r ement s may be subst i t ut ed as an 
opt i on.   The desi gner  shoul d sel ect  whi ch DOT mi x 
desi gn i s appr opr i at e f or  t he pr oj ect .   Const r uct i on 
pr ocedur es and accept abi l i t y  of  wor k r equi r ement s 
must  st ay t he same.   The l ot  s i ze shoul d be t he 
ent i r e pavi ng por t i on of  t he pr oj ect .   Desi gner  has 
t he opt i on t o el i mi nat e submi t t al  r equi r ement  f or  
mat er i al  sampl es f or  t hi s s i ze pr oj ect .

For  pr oj ect s r equi r i ng 500 met r i c  t ons t o 1000 met r i c
 t ons t hi s gui de may be used " as i s" .   The l ot  s i ze 
shoul d cont ai n t he ent i r e pavi ng l i mi t s.

For  pr oj ect s over  1000 met r i c t ons use t hi s gui de as 
i s.   Lot  s i ze shoul d be speci f i ed appr opr i at el y.

**************************************************************************

1. 1   UNI T PRI CES

1. 1. 1   Met hod of  Measur ement

**************************************************************************
NOTE:   Thi s par agr aph wi l l  be del et ed i f  t he 
pr oj ect ' s  pavi ng por t i on of  t he wor k i s i n one l ump 
sum cont r act  pr i ce.   l ump sum cont r act s shoul d not  
be used when t he j ob exceeds 1000 met r i c t ons.

**************************************************************************

The amount  pai d f or  wi l l  be t he number  of  met r i c shor t  t ons of  hot - mi x 
asphal t  mi xt ur e used i n t he accept ed wor k.   Wei gh hot - mi x asphal t  mi xt ur e 
af t er  mi xi ng,  and no separ at e payment  wi l l  be made f or  wei ght  of  asphal t  
cement  mat er i al  i ncor por at ed her ei n.
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1. 1. 2   Basi s of  Payment

**************************************************************************
NOTE:   Del et e t he f i r st  par agr aph i f  t he asphal t  
pavi ng wi l l  be bi d as par t  of  a l ump sum 
pr ocur ement .   For  l ump sum payment ,  i ncl ude 
pr escr i pt i ve uni t  pr i ce based on t he Gover nment  
est i mat e.   Del et e t he second par agr aph i f  t he 
asphal t  pavi ng wi l l  be bi d as uni t  pr i ce i t em.   l ump 
sum cont r act s shoul d not  be used when t he j ob 
exceeds 1000 met r i c t ons.

**************************************************************************

[ Quant i t i es of  hot - mi x asphal t  mi xt ur es,  det er mi ned as speci f i ed above,  wi l l  
be pai d f or  at  r espect i ve cont r act  uni t  pr i ces or  at  r educed pr i ces 
adj ust ed i n accor dance wi t h par agr aphs MATERI AL ACCEPTANCE and PERCENT 
PAYMENT.   Payment  wi l l  const i t ut e f ul l  compensat i on f or  f ur ni shi ng al l  
mat er i al s,  equi pment ,  pl ant ,  and t ool s;  and f or  al l  l abor  and ot her  
i nci dent al s necessar y t o compl et e wor k r equi r ed by t hi s sect i on of  t he 
specification. ]

[ The measur ed quant i t y of  hot - mi x asphal t  wi l l  be pai d f or  and i ncl uded i n 
t he l ump sum cont r act  pr i ce.   Payment  wi l l  const i t ut e f ul l  compensat i on f or  
f ur ni shi ng al l  mat er i al s,  equi pment ,  pl ant ,  and t ool s;  and f or  al l  l abor  
and ot her  i nci dent al s necessar y t o compl et e wor k r equi r ed by t hi s sect i on 
of  t he speci f i cat i on.   I f  l ess t han 100 per cent  payment  i s  due based on t he 
pay f act or s st i pul at ed i n par agr aphs MATERI AL ACCEPTANCE and PERCENT 
PAYMENT,  use a uni t  pr i ce of  [ _____]  per  met r i c shor t  t on f or  pur poses of  
cal cul at i ng t he payment  r educt i on. ]

1. 1. 3   Per cent  Payment

**************************************************************************
NOTE:   On cr i t i cal  pr oj ect s,  i t  i s  r ecommended t hat  
t est i ng f or  pay be changed t o a QA r esponsi bi l i t y  
and an i ndependent  mat er i al  t est i ng company be hi r ed 
by t he Gover nment  t o pr ovi de t he t est i ng f or  pay.   
The basi s of  pay t est i ng pr ogr am i ncl udes mat er i al  
t est s t o det er mi ne l abor at or y ai r  voi ds and i n- pl ace 
densi t y,  whi ch ar e needed t o det er mi ne per cent  
payment.

**************************************************************************

Submi t  pay cal cul at i ons.   When a l ot  of  mat er i al  f ai l s  t o meet  t he 
speci f i cat i on r equi r ement s f or  100 per cent  pay,  as out l i ned i n t he 
f ol l owi ng par agr aphs,  t hat  l ot  shal l  be r emoved and r epl aced,  or  accept ed 
at  a r educed pr i ce whi ch wi l l  be comput ed by mul t i pl y i ng t he uni t  pr i ce by 
t he l ot ' s  pay f act or .   The l ot  pay f act or  i s  det er mi ned by t aki ng t he 
l owest  comput ed pay f act or  based on ei t her  l abor at or y ai r  voi ds,  i n- pl ace 
densi t y,  gr ade or  smoot hness ( each di scussed bel ow) .   At  t he end of  t he 
pr oj ect ,  an aver age of  al l  l ot  pay f act or s wi l l  be cal cul at ed.   I f  t hi s 
aver age l ot  pay f act or  equal s or  exceeds 95. 0 per cent ,  and no i ndi v i dual  
l ot  has a pay f act or  l ess t han 75. 1 per cent ,  t hen t he per cent  payment  f or  
t he ent i r e pr oj ect  wi l l  be 100 per cent  of  t he uni t  bi d pr i ce.   I f  t he 
aver age l ot  pay f act or  i s  l ess t han 95. 0 per cent ,  t hen each l ot  wi l l  be 
pai d f or  at  t he uni t  pr i ce mul t i pl i ed by t he l ot ' s  pay f act or .   For  any 
l ot s whi ch ar e l ess t han 2000 met r i c 2000 shor t  t ons,  a wei ght ed l ot  pay 
f act or  wi l l  be used t o cal cul at e t he aver age l ot  pay f act or .
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1. 1. 4   Labor at or y Ai r  Voi ds and Theor et i cal  Maxi mum Densi t y

Labor at or y ai r  voi ds wi l l  be cal cul at ed by det er mi ni ng t he Mar shal l  or  
Super pave densi t y of  each l ab compact ed speci men usi ng t he 
l abor at or y- pr epar ed,  t hor oughl y dr y met hod of  ASTM D2726/ D2726M and 
det er mi ni ng t he t heor et i cal  maxi mum densi t y of  ever y ot her  subl ot  sampl e 
using ASTM D2041/ D2041M.   Labor at or y ai r  voi d cal cul at i ons f or  each subl ot  
wi l l  use t he l at est  t heor et i cal  maxi mum densi t y val ues obt ai ned,  ei t her  f or  
t hat  subl ot  or  t he pr evi ous subl ot .   The mean absol ut e devi at i on of  t he 
f our  l abor at or y ai r  voi d cont ent s ( one f r om each subl ot )  f r om t he JMF ai r  
voi d cont ent  wi l l  be eval uat ed and a pay f act or  det er mi ned f r om Tabl e 1.   
Al l  l abor at or y ai r  voi d t est s wi l l  be compl et ed and r epor t ed wi t hi n 24 
hour s af t er  compl et i on of  const r uct i on of  each l ot .

1. 1. 5   Mean Absol ut e Devi at i on

An exampl e of  t he comput at i on of  mean absol ut e devi at i on f or  l abor at or y ai r  
voi ds i s as f ol l ows:   Assume t hat  t he l abor at or y ai r  voi ds ar e det er mi ned 
f r om 4 r andom sampl es of  a l ot  ( wher e 3 speci mens wer e compact ed f r om each 
sampl e) .   The aver age l abor at or y ai r  voi ds f or  each subl ot  sampl e ar e 
det er mi ned t o be 3. 5,  3. 0,  4. 0,  and 3. 7.   Assume t hat  t he t ar get  ai r  voi ds 
f r om t he JMF i s 4. 0.   The mean absol ut e devi at i on i s t hen:

Mean Absol ut e Devi at i on = ( | 3. 5 -  4. 0|  + | 3. 0 -  4. 0|  + | 4. 0 -  4. 0|  + | 3. 7 -  
4.0|/4

= ( 0. 5 + 1. 0 + 0. 0 + 0. 3) / 4 = ( 1. 8) / 4 = 0. 45

The mean absol ut e devi at i on f or  l abor at or y ai r  voi ds i s det er mi ned t o be 
0. 45.   I t  can be seen f r om Tabl e 1 t hat  t he l ot ' s  pay f act or  based on 
l abor at or y ai r  voi ds,  i s  100 per cent .

Tabl e 1.   Pay Fact or  Based on Labor at or y Ai r  Voi ds

Mean Absol ut e Devi at i on of  Lab Ai r
Voi ds f r om JMF

Pay Fact or ,   per cent

O. 60 or  l ess 100

0. 61 -  0. 80 98

0. 81 -  1. 00 95

1. 01 -  1. 20 90

Above 1. 20 r ej ect  ( 0)

1. 1. 6   I n- pl ace Densi t y

**************************************************************************
NOTE:  Desi gner  shoul d edi t  par agr aph bel ow i f  
asphal t  l ayer s ar e r equi r ed t o be 25 mm 1 i nch or  
less.

**************************************************************************

For  det er mi ni ng i n- pl ace densi t y,  one r andom cor e ( 100 mm 4 i nches or  150 mm
 6 i nches i n di amet er )  wi l l  be t aken by t he Gover nment  f r om t he mat  
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( i nt er i or  of  t he l ane)  of  each subl ot ,  and one r andom cor e wi l l  be t aken 
f r om t he j oi nt  ( i mmedi at el y over  j oi nt )  of  each subl ot .   Each r andom cor e 
wi l l  be f ul l  t hi ckness of  t he l ayer  bei ng pl aced.   When t he r andom cor e i s 
l ess t han 25 mm 1 i nch t hi ck,  i t  wi l l  not  be i ncl uded i n t he anal ys i s.   I n 
t hi s case,  anot her  r andom cor e wi l l  be t aken.   Af t er  ai r  dr y i ng t o a 
const ant  wei ght ,  cor es obt ai ned f r om t he mat  and f r om t he j oi nt s wi l l  be 
used f or  i n- pl ace densi t y det er mi nat i on.

1. 1. 7   Mat  and Joi nt  Densi t i es

The aver age i n- pl ace mat  and j oi nt  densi t i es ar e expr essed as a per cent age 
of  t he aver age TMD f or  t he l ot .   The TMD f or  each l ot  wi l l  be det er mi ned as 
t he aver age TMD of  t he t wo r andom sampl es per  l ot .   The aver age i n- pl ace 
mat  densi t y and j oi nt  densi t y f or  a l ot  ar e det er mi ned and compar ed wi t h 
Tabl e 2 t o cal cul at e a s i ngl e pay f act or  per  l ot  based on i n- pl ace densi t y,  
as descr i bed bel ow.   Fi r st ,  a pay f act or  f or  bot h mat  densi t y and j oi nt  
densi t y ar e det er mi ned f r om Tabl e 2.   The ar ea associ at ed wi t h t he j oi nt  i s  
t hen det er mi ned and wi l l  be consi der ed t o be 1. 5 m 5 f eet  wi de t i mes t he 
l engt h of  compl et ed l ongi t udi nal  const r uct i on j oi nt  i n t he l ot .   Thi s ar ea 
wi l l  not  exceed t he t ot al  l ot  s i ze.   The l engt h of  j oi nt  t o be consi der ed 
wi l l  be t hat  l engt h wher e a new l ane has been pl aced agai nst  an adj acent  
l ane of  hot - mi x asphal t  pavement ,  ei t her  an adj acent  f r eshl y paved l ane or  
one paved at  any t i me pr evi ousl y.   The ar ea associ at ed wi t h t he j oi nt  i s  
expr essed as a per cent age of  t he t ot al  l ot  ar ea.   A wei ght ed pay f act or  f or  
t he j oi nt  i s  det er mi ned based on t hi s per cent age ( see exampl e bel ow) .   The 
pay f act or  f or  mat  densi t y and t he wei ght ed pay f act or  f or  j oi nt  densi t y i s  
compar ed and t he l owest  sel ect ed.   Thi s sel ect ed pay f act or  i s  t he pay 
f act or  based on densi t y f or  t he l ot .   When t he TMD on bot h s i des of  a 
l ongi t udi nal  j oi nt  i s  di f f er ent ,  t he aver age of  t hese t wo TMD wi l l  be used 
as t he TMD needed t o cal cul at e t he per cent  j oi nt  densi t y.   Al l  densi t y 
r esul t s f or  a l ot  wi l l  be compl et ed and r epor t ed wi t hi n 24 hour s af t er  t he 
const r uct i on of  t hat  l ot .

Tabl e 2.   Pay Fact or  Based on I n- pl ace Densi t y

Aver age Mat  Densi t y ( 4
Cor es)  ( Per cent  of  TMD)

Pay Fact or ,  Per cent Aver age Joi nt  Densi t y ( 4
Cor es)  ( Per cent  of  TMD)

94. 0 -  96. 0 100.0 92. 5 or  above

93.9 100.0 92.4

93. 8 or  96. 1 99.9 92.3

93.7 99.8 92.2

93. 6 or  96. 2 99.6 92.1

93.5 99.4 92.0

93. 4 or  96. 3 99.1 91.9

93.3 98.7 91.8
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Tabl e 2.   Pay Fact or  Based on I n- pl ace Densi t y

Aver age Mat  Densi t y ( 4
Cor es)  ( Per cent  of  TMD)

Pay Fact or ,  Per cent Aver age Joi nt  Densi t y ( 4
Cor es)  ( Per cent  of  TMD)

93. 2 or  96. 4 98.3 91.7

93.1 97.8 91.6

93. 0 or  96. 5 97.3 91.5

92.9 96.3 91.4

92. 8 or  96. 6 94.1 91.3

92.7 92.2 91.2

92. 6 or  96. 7 90.3 91.1

92.5 87.9 91.0

92. 4 or  96. 8 85.7 90.9

92.3 83.3 90.8

92. 2 or  96. 9 80.6 90.7

92.1 78.0 90.6

92. 0 or  97. 0 75.0 90.5

bel ow 92. 0 or  above 97. 0 0. 0 ( r ej ect ) bel ow 90. 5

1. 1. 8   Pay Fact or  Based on I n- pl ace Densi t y

An exampl e of  t he comput at i on of  a pay f act or  ( i n I - P uni t s onl y)  based on 
i n- pl ace densi t y ,  i s  as f ol l ows:   Assume t he f ol l owi ng t est  r esul t s  f or  
f i el d densi t y made on t he l ot :   ( 1)  Aver age mat  densi t y = 93. 2 per cent  of  
TMD.   ( 2)  Aver age j oi nt  densi t y = 91. 5 per cent  of  TMD.   ( 3)  Tot al  ar ea of  
l ot  = 30, 000 squar e f eet .   ( 4)  Lengt h of  compl et ed l ongi t udi nal  
const r uct i on j oi nt  = 2000 f eet .

1. 1. 8. 1   St ep 1

Det er mi ne pay f act or  based on mat  densi t y and on j oi nt  densi t y,  usi ng Tabl e 
2:

Mat  Densi t y 93. 2 per cent equals 98. 3 pay f act or

Joi nt  Densi t y 91. 5 per cent equals 97. 3 pay f act or

SECTI ON 32 12 16  Page 9



1. 1. 8. 2   St ep 2

Det er mi ne r at i o of  j oi nt  ar ea ( l engt h of  l ongi t udi nal  j oi nt  x 5 f t )  t o mat  
ar ea ( t ot al  paved ar ea i n t he l ot ) :   Mul t i pl y t he l engt h of  compl et ed 
l ongi t udi nal  const r uct i on j oi nt  by t he speci f i ed 5 f t .  wi dt h and di v i de by 
t he mat  ar ea ( t ot al  paved ar ea i n t he l ot ) .

( 2000 f t .  x  5 f t . ) / 30, 000 sq. f t .  = 0. 3333 r at i o of  j oi nt  ar ea t o mat  ar ea 
(ratio).

1. 1. 8. 3   St ep 3

Wei ght ed pay f act or  ( wpf )  f or  j oi nt  i s  det er mi ned as i ndi cat ed bel ow:

wpf  = j oi nt  pay f act or  + ( 100 -  j oi nt  pay f act or )  ( 1 -  r at i o)
wpf  = 97. 3 + ( 100- 97. 3)  ( 1- . 3333)  = 99. 1 per cent

1. 1. 8. 4   St ep 4

Compar e wei ght ed pay f act or  f or  j oi nt  densi t y t o pay f act or  f or  mat  densi t y 
and sel ect  t he smal l er :

a.   Pay f act or  f or  mat  densi t y:   98. 3 per cent .   Wei ght ed pay f act or  f or  
j oi nt  densi t y:   99. 1 per cent

b.   Sel ect  t he smal l er  of  t he t wo val ues as pay f act or  based on densi t y:   
98. 3 per cent

1. 1. 9   Pay Fact or  f or  Gr ade

When mor e t han 5 per cent  of  al l  measur ement s made wi t hi n a l ot  ar e out s i de 
t he 15 mm 0. 05 f oot  t ol er ance,  t he pay f act or  based on gr ade f or  t hat  l ot  
wi l l  be 95 per cent .   I n ar eas wher e t he gr ade exceeds t he t ol er ance by mor e 
t han 50 per cent ,  r emove t he sur f ace l i f t  f ul l  dept h and r epl ace t he l i f t  
wi t h hot - mi x asphal t  t o meet  speci f i cat i on r equi r ement s,  at  no addi t i onal  
cost  t o t he Gover nment .

1. 1. 10   Payment  Adj ust ment  f or  Smoot hness

1. 1. 10. 1   St r ai ght edge Test i ng

Recor d l ocat i on and devi at i on f r om st r ai ght edge f or  al l  measur ement s.   When 
bet ween 5. 0 and 10. 0 per cent  of  al l  measur ement s made wi t hi n a l ot  exceed 
t he t ol er ance speci f i ed i n par agr aph Smoot hness Requi r ement s above,  af t er  
any r educt i on of  hi gh spot s or  r emoval  and r epl acement ,  t he comput ed pay 
f act or  f or  t hat  l ot  based on sur f ace smoot hness,  wi l l  be 95 per cent .   When 
mor e t han 10. 0 per cent  of  al l  measur ement s exceed t he t ol er ance,  t he 
comput ed pay f act or  wi l l  be 90 per cent .   When bet ween 15. 0 and 20. 0 per cent  
of  al l  measur ement s exceed t he t ol er ance,  t he comput ed pay f act or  wi l l  be 
75 per cent .   When 20. 0 per cent  or  mor e of  t he measur ement s exceed t he 
t ol er ance,  t he l ot  shal l  be r emoved and r epl aced at  no addi t i onal  cost  t o 
t he Gover nment .   Regar dl ess of  t he above,  any smal l  i ndi v i dual  ar ea wi t h 
sur f ace devi at i on whi ch exceeds t he t ol er ance gi ven above by mor e t han 50 
per cent ,  shal l  be cor r ect ed by di amond gr i ndi ng t o meet  t he speci f i cat i on 
r equi r ement s above or  shal l  be r emoved and r epl aced at  no addi t i onal  cost  
t o t he Gover nment .
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1. 1. 10. 2   Pr of i l ogr aph Test i ng

Recor d l ocat i on and dat a f r om al l  pr of i l ogr aph measur ement s.   When t he 
Pr of i l e I ndex of  a 0. 1 km 0. 1 mi l e segment  of  a l ot  exceeds t he t ol er ance 
speci f i ed i n par agr aph Smoot hness Requi r ement s above by 16 mm/ km 1. 0 
i nch/ mi l e,  but  l ess t han 32 mm/ km 2. 0 i nches/ mi l e,  af t er  any r educt i on of  
hi gh spot s or  r emoval  and r epl acement ,  t he comput ed pay f act or  f or  t hat  l ot  
based on sur f ace smoot hness wi l l  be 95 per cent .   When t he Pr of i l e I ndex 
exceeds t he t ol er ance by 32 mm/ km 2. 0 i nches/ mi l e,  but  l ess t han 47 mm/ km 
3. 0 i nches/ mi l e,  t he comput ed pay f act or  wi l l  be 90 per cent .   When t he 
Pr of i l e I ndex exceeds t he t ol er ance by 47 mm/ km 3. 0 i nches/ mi l e,  but  l ess 
t han 63 mm/ km 4. 0 i nches/ mi l e,  t he comput ed pay f act or  wi l l  be 75 per cent .   
When t he Pr of i l e I ndex exceeds t he t ol er ance by 63 mm/ km 4. 0 i nches/ mi l e or  
mor e,  t he l ot  shal l  be r emoved and r epl aced at  no addi t i onal  cost  t o t he 
Gover nment .   Regar dl ess of  t he above,  any smal l  i ndi v i dual  ar ea wi t h 
sur f ace devi at i on whi ch exceeds t he t ol er ance gi ven above by mor e t han 79 
mm/ km 5. 0 i nches/ mi l e or  mor e,  shal l  be cor r ect ed by gr i ndi ng t o meet  t he 
speci f i cat i on r equi r ement s above or  shal l  be r emoved and r epl aced at  no 
addi t i onal  cost  t o t he Gover nment .

1. 1. 10. 3   Bumps ( " Must  Gr i nd"  Ar eas)

Any bumps ( " must  gr i nd"  ar eas)  shown on t he pr of i l ogr aph t r ace whi ch exceed 
7. 5 mm 0. 3 i nch i n hei ght  shal l  be r educed by di amond gr i ndi ng unt i l  t hey 
do not  exceed 7. 5 mm 0. 3 i nch when r et est ed.   Such gr i ndi ng shal l  be 
t aper ed i n al l  di r ect i ons t o pr ovi de smoot h t r ansi t i ons t o ar eas not  
r equi r i ng gr i ndi ng.   The f ol l owi ng wi l l  not  be per mi t t ed:   ( 1)  ski n 
pat chi ng f or  cor r ect i ng l ow ar eas,  ( 2)  pl ani ng or  mi l l i ng f or  cor r ect i ng 
hi gh ar eas.   At  t he Cont r act or ' s opt i on,  pavement  ar eas,  i ncl udi ng gr ound 
ar eas,  may be r echecked wi t h t he pr of i l ogr aph i n or der  t o r ecor d a l ower  
Pr of i l e I ndex.

1. 2   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out s i de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y  
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y  
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publ i cat i ons l i s t ed bel ow f or m a par t  of  t hi s speci f i cat i on t o t he 
ext ent  r ef er enced.   The publ i cat i ons ar e r ef er r ed t o wi t hi n t he t ext  by t he 
basi c desi gnat i on onl y.
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AMERI CAN ASSOCI ATI ON OF STATE HI GHWAY AND TRANSPORTATI ON OFFI CI ALS 
(AASHTO)

AASHTO M 156 ( 2013;  R 2017)  St andar d Speci f i cat i on f or  
Requi r ement s f or  Mi xi ng Pl ant s f or  
Hot - Mi xed,  Hot - Lai d Bi t umi nous Pavi ng 
Mixtures

AASHTO M 320 ( 2017)  St andar d Speci f i cat i on f or  
Per f or mance- Gr aded Asphal t  Bi nder

AASHTO T 304 ( 2011;  R 2015)  St andar d Met hod of  Test  f or  
Uncompact ed Voi d Cont ent  of  Fi ne Aggr egat e

ASPHALT I NSTI TUTE ( AI )

AI  MS- 2 ( 2015)  Asphal t  Mi x Desi gn Met hods

AI  MS- 22 ( 2001;  2nd Ed)  Const r uct i on of  Hot - Mi x 
Asphal t  Pavement s

AI  SP- 2 ( 2001;  3r d Ed)  Super pave Mi x Desi gn

ASTM I NTERNATI ONAL ( ASTM)

ASTM C117 ( 2017)  St andar d Test  Met hod f or  Mat er i al s 
Fi ner  t han 75- um ( No.  200)  Si eve i n 
Mi ner al  Aggr egat es by Washi ng

ASTM C127 ( 2015)  St andar d Test  Met hod f or  Densi t y,  
Rel at i ve Densi t y  ( Speci f i c  Gr avi t y) ,  and 
Absor pt i on of  Coar se Aggr egat e

ASTM C128 ( 2015)  St andar d Test  Met hod f or  Densi t y,  
Rel at i ve Densi t y  ( Speci f i c  Gr avi t y) ,  and 
Absor pt i on of  Fi ne Aggr egat e

ASTM C131/ C131M ( 2014)  St andar d Test  Met hod f or  Resi st ance 
t o Degr adat i on of  Smal l - Si ze Coar se 
Aggr egat e by Abr asi on and I mpact  i n t he 
Los Angel es Machi ne

ASTM C136/ C136M ( 2014)  St andar d Test  Met hod f or  Si eve 
Anal ysi s of  Fi ne and Coar se Aggr egat es

ASTM C142/ C142M ( 2017)  St andar d Test  Met hod f or  Cl ay Lumps 
and Fr i abl e Par t i c l es i n Aggr egat es

ASTM C29/ C29M ( 2017a)  St andar d Test  Met hod f or  Bul k 
Densi t y ( " Uni t  Wei ght " )  and Voi ds i n 
Aggregate

ASTM C566 ( 2013)  St andar d Test  Met hod f or  Tot al  
Evapor abl e Moi st ur e Cont ent  of  Aggr egat e 
by Dr yi ng

ASTM C88 ( 2018)  St andar d Test  Met hod f or  Soundness 
of  Aggr egat es by Use of  Sodi um Sul f at e or  
Magnesi um Sul f at e
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ASTM D140/ D140M ( 2016)  St andar d Pr act i ce f or  Sampl i ng 
Asphal t  Mat er i al s

ASTM D1461 ( 2017)  St andar d Test  Met hod f or  Moi st ur e 
or  Vol at i l e Di st i l l at es i n Asphal t  Mi xt ur es

ASTM D2041/ D2041M ( 2011)  Theor et i cal  Maxi mum Speci f i c  
Gr avi t y and Densi t y of  Bi t umi nous Pavi ng 
Mixtures

ASTM D2172/ D2172M ( 2017;  E 2018)  St andar d Test  Met hods f or  
Quant i t at i ve Ext r act i on of  Asphal t  Bi nder  
f r om Asphal t  Mi xt ur es

ASTM D2419 ( 2014)  Sand Equi val ent  Val ue of  Soi l s and 
Fi ne Aggr egat e

ASTM D242/ D242M ( 2009;  R 2014)  Mi ner al  Fi l l er  f or  
Bi t umi nous Pavi ng Mi xt ur es

ASTM D2489/ D2489M ( 2016)  St andar d Test  Met hod f or  Est i mat i ng 
Degr ee of  Par t i c l e Coat i ng of  Asphal t  
Mixtures

ASTM D2726/ D2726M ( 2017)  St andar d Test  Met hod f or  Bul k 
Speci f i c  Gr avi t y  and Densi t y of  
Non- Absor pt i ve Compact ed Bi t umi nous 
Mixtures

ASTM D2950/ D2950M ( 2014)  Densi t y of  Bi t umi nous Concr et e i n 
Pl ace by Nucl ear  Met hods

ASTM D3381/ D3381M ( 2013)  Vi scosi t y- Gr aded Asphal t  Cement  f or  
Use i n Pavement  Const r uct i on

ASTM D3665 ( 2012;  R 2017)  St andar d Pr act i ce f or  
Random Sampl i ng of  Const r uct i on Mat er i al s

ASTM D3666 ( 2016)  St andar d Speci f i cat i on f or  Mi ni mum 
Requi r ement s f or  Agenci es Test i ng and 
I nspect i ng Road and Pavi ng Mat er i al s

ASTM D4125/ D4125M ( 2010)  Asphal t  Cont ent  of  Bi t umi nous 
Mi xt ur es by t he Nucl ear  Met hod

ASTM D4791 ( 2010)  Fl at  Par t i c l es,  El ongat ed 
Par t i c l es,  or  Fl at  and El ongat ed Par t i c l es 
i n Coar se Aggr egat e

ASTM D4867/ D4867M ( 2009;  R 2014)  Ef f ect  of  Moi st ur e on 
Asphal t  Concr et e Pavi ng Mi xt ur es

ASTM D5444 ( 2015)  Mechani cal  Si ze Anal ysi s of  
Ext r act ed Aggr egat e

ASTM D6307 ( 2016)  St andar d Test  Met hod f or  Asphal t  
Cont ent  of  Hot  Mi x Asphal t  by I gni t i on 
Method
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ASTM D6925 ( 2014)  St andar d Test  Met hod f or  
Pr epar at i on and Det er mi nat i on of  t he 
Rel at i ve Densi t y  of  Hot  Mi x Asphal t  ( HMA)  
Speci mens by Means of  t he Super pave 
Gyr at or y Compact or

ASTM D6926 ( 2016)  St andar d Pr act i ce f or  Pr epar at i on 
of  Asphal t  Mi xt ur e Speci mens Usi ng 
Mar shal l  Appar at us

ASTM D6927 ( 2015)  St andar d Test  Met hod f or  Mar shal l  
St abi l i t y  and Fl ow of  Bi t umi nous Mi xt ur es

ASTM D946/ D946M ( 2015)  Penet r at i on- Gr aded Asphal t  Cement  
f or  Use i n Pavement  Const r uct i on

STATE OF CALI FORNI A DEPARTMENT OF TRANSPORTATI ON ( CALTRANS)

CTM 526 ( 2012)  Met hod of  Test  f or  Oper at i on of  
Cal i f or ni a Pr of i l ogr aph and Eval uat i on of  
Profiles

U. S.  ARMY CORPS OF ENGI NEERS ( USACE)

COE CRD- C 171 ( 1995)  St andar d Test  Met hod f or  
Det er mi ni ng Per cent age of  Cr ushed 
Par t i c l es i n Aggr egat e

1. 3   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y  or  cr i t i cal i t y ,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a “ G”  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i c t  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i c t  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y  ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.
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The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y  mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Gover nment  appr oval  i s  r equi r ed f or  submi t t al s wi t h a " G"  desi gnat i on;  
submi t t al s not  havi ng a " G"  desi gnat i on ar e f or  [ Cont r act or  Qual i t y  Cont r ol  
appr oval . ]  [ i nf or mat i on onl y.   When used,  a desi gnat i on f ol l owi ng t he " G"  
desi gnat i on i dent i f i es t he of f i ce t hat  wi l l  r evi ew t he submi t t al  f or  t he 
Gover nment . ]   Submi t t al s wi t h an " S"  ar e f or  i ncl usi on i n t he 
Sust ai nabi l i t y  eNot ebook,  i n conf or mance t o Sect i on 01 33 29 SUSTAI NABI LI TY 
REPORTI NG.   Submi t  t he f ol l owi ng i n accor dance wi t h Sect i on 01 33 00 
SUBMI TTAL PROCEDURES:

SD- 03 Pr oduct  Dat a

Mi x Desi gn;  G[ ,  [ _____] ]

Qual i t y Cont r ol ;  G[ ,  [ _____] ]

Mat er i al  Accept ance;  G[ ,  [ _____] ]

Per cent  Payment ;  G[ ,  [ _____] ]

SD- 04 Sampl es

Asphal t  Cement  Bi nder

Aggregates

SD- 06 Test  Repor t s

Aggr egat es;  G[ ,  [ _____] ]

QC Moni t or i ng

SD- 07 Cer t i f i cat es

Asphal t  Cement  Bi nder ;  G[ ,  [ _____] ]

Test i ng Labor at or y

1. 4   ENVI RONMENTAL REQUI REMENTS

Do not  pl ace t he hot - mi x asphal t  upon a wet  sur f ace or  when t he sur f ace 
t emper at ur e of  t he under l y i ng cour se i s l ess t han speci f i ed i n Tabl e 3.   
The t emper at ur e r equi r ement s may be wai ved by t he Cont r act i ng Of f i cer ,  i f  
r equest ed;  however ,  meet  al l  ot her  r equi r ement s,  i ncl udi ng compact i on.
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Tabl e 3.   Sur f ace Temper at ur e Li mi t at i ons of  Under l y i ng Cour se

Mat  Thi ckness,  mm i nches Degr ees C F

75 3 or  gr eat er  4  40

Less t han 75 3  7  45

PART 2   PRODUCTS

2. 1   SYSTEM DESCRI PTI ON

Per f or m t he wor k consi st i ng of  pavement  cour ses composed of  mi ner al  
aggr egat e and asphal t  mat er i al  heat ed and mi xed i n a cent r al  mi x i ng pl ant  
and pl aced on a pr epar ed cour se.   HMA desi gned and const r uct ed i n 
accor dance wi t h t hi s sect i on shal l  conf or m t o t he l i nes,  gr ades,  
t hi cknesses,  and t ypi cal  cr oss sect i ons i ndi cat ed.   Const r uct  each cour se 
t o t he dept h,  sect i on,  or  el evat i on r equi r ed by t he dr awi ngs and r ol l ,  
f i ni sh,  and appr ove i t  bef or e t he pl acement  of  t he next  cour se.

2. 1. 1   Asphal t  Mi x i ng Pl ant

Pl ant s used f or  t he pr epar at i on of  hot - mi x asphal t  shal l  conf or m t o t he 
r equi r ement s of  AASHTO M 156 wi t h t he f ol l owi ng changes:

2. 1. 1. 1   Tr uck Scal es

Wei gh t he asphal t  mi xt ur e on appr oved,  cer t i f i ed scal es at  t he Cont r act or ' s 
expense.   I nspect  and seal  scal es at  l east  annual l y by an appr oved 
cal i br at i on l abor at or y.

2. 1. 1. 2   Test i ng Faci l i t i es

Pr ovi de l abor at or y f aci l i t i es at  t he pl ant  f or  t he use of  t he Gover nment ' s 
accept ance t est i ng and t he Cont r act or ' s qual i t y  cont r ol  t est i ng.

2. 1. 1. 3   I nspect i on of  Pl ant

Pr ovi de t he Cont r act i ng Of f i cer  wi t h access at  al l  t i mes,  t o al l  ar eas of  
t he pl ant  f or  checki ng adequacy of  equi pment ;  i nspect i ng oper at i on of  t he 
pl ant ;  ver i f y i ng wei ght s,  pr opor t i ons,  and mat er i al  pr oper t i es;  checki ng 
t he t emper at ur es mai nt ai ned i n t he pr epar at i on of  t he mi xt ur es and f or  
t aki ng sampl es.   Pr ovi de assi st ance as r equest ed,  f or  t he Gover nment  t o 
pr ocur e any desi r ed sampl es.

2. 1. 1. 4   St or age bi ns

Use of  st or age bi ns f or  t empor ar y st or age of  hot - mi x asphal t  wi l l  be 
per mi t t ed as f ol l ows:

a.   The asphal t  mi xt ur e may be st or ed i n non- i nsul at ed st or age bi ns f or  a 
per i od of  t i me not  exceedi ng 3 hour s.

b.   The asphal t  mi xt ur e may be st or ed i n i nsul at ed st or age bi ns f or  a 
per i od of  t i me not  exceedi ng 8 hour s.   The mi x dr awn f r om bi ns shal l  
meet  t he same r equi r ement s as mi x l oaded di r ect l y i nt o t r ucks.
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2. 1. 2   Haul i ng Equi pment

Pr ovi de t r ucks f or  haul i ng hot - mi x asphal t  havi ng t i ght ,  c l ean,  and smoot h 
met al  beds.   To pr event  t he mi xt ur e f r om adher i ng t o t hem,  t he t r uck beds 
shal l  be l i ght l y  coat ed wi t h a mi ni mum amount  of  par af f i n oi l ,  l i me 
sol ut i on,  or  ot her  appr oved mat er i al .   Pet r ol eum based pr oduct s shal l  not  
be used as a r el ease agent .   Each t r uck shal l  have a sui t abl e cover  t o 
pr ot ect  t he mi xt ur e f r om adver se weat her .   When necessar y t o ensur e t hat  
t he mi xt ur e wi l l  be del i ver ed t o t he s i t e at  t he speci f i ed t emper at ur e,  
t r uck beds shal l  be i nsul at ed or  heat ed and cover s ( t ar ps)  shal l  be 
secur el y f ast ened.

2. 1. 3   Asphal t  Paver s

Pr ovi de asphal t  paver s whi ch ar e sel f - pr opel l ed,  wi t h an act i vat ed scr eed,  
heat ed as necessar y,  and capabl e of  spr eadi ng and f i ni shi ng cour ses of  
hot - mi x asphal t  whi ch wi l l  meet  t he speci f i ed t hi ckness,  smoot hness,  and 
gr ade.   The paver  shal l  have suf f i c i ent  power  t o pr opel  i t sel f  and t he 
haul i ng equi pment  wi t hout  adver sel y af f ect i ng t he f i ni shed sur f ace.

2. 1. 3. 1   Recei v i ng Hopper

Pr ovi de paver  wi t h a r ecei v i ng hopper  of  suf f i c i ent  capaci t y t o per mi t  a 
uni f or m spr eadi ng oper at i on and equi pped wi t h a di st r i but i on syst em t o 
pl ace t he mi xt ur e uni f or ml y i n f r ont  of  t he scr eed wi t hout  segr egat i on.   
The scr eed shal l  ef f ect i vel y pr oduce a f i ni shed sur f ace of  t he r equi r ed 
evenness and t ext ur e wi t hout  t ear i ng,  shovi ng,  or  gougi ng t he mi xt ur e.

2. 1. 3. 2   Aut omat i c Gr ade Cont r ol s

**************************************************************************
NOTE:   Del et e i nf or mat i on on aut omat i c gr ade cont r ol  
i f  not  needed.   Aut omat i c gr ade cont r ol  i s  needed 
when t he desi gn r equi r es el evat i ons f or  t he hot - mi x 
asphal t  sur f ace.

**************************************************************************

Equi p t he paver  wi t h a cont r ol  syst em capabl e of  aut omat i cal l y  mai nt ai ni ng 
t he speci f i ed scr eed el evat i on.   The cont r ol  syst em shal l  be aut omat i cal l y  
act uat ed f r om ei t her  a r ef er ence l i ne and/ or  t hr ough a syst em of  mechani cal  
sensor s or  sensor - di r ect ed mechani sms or  devi ces whi ch wi l l  mai nt ai n t he 
paver  scr eed at  a pr edet er mi ned t r ansver se s l ope and at  t he pr oper  
el evat i on t o obt ai n t he r equi r ed sur f ace.   The t r ansver se s l ope cont r ol l er  
shal l  be capabl e of  mai nt ai ni ng t he scr eed at  t he desi r ed s l ope wi t hi n pl us 
or  mi nus 0. 1 per cent .   A t r ansver se s l ope cont r ol l er  shal l  not  be used t o 
cont r ol  gr ade.   Pr ovi de cont r ol s capabl e of  wor ki ng i n conj unct i on wi t h any 
of  t he f ol l owi ng at t achment s:

a.   Ski - t ype devi ce of  not  l ess t han 9. 14 m 30 f eet  i n l engt h.

b.   Taut  st r i ngl i ne set  t o gr ade.

c.   Shor t  ski  or  shoe f or  j oi nt  mat chi ng.

d.   Laser  cont r ol .

2. 1. 4   Rollers

Rol l er s shal l  be i n good condi t i on and shal l  be oper at ed at  s l ow speeds t o 
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avoi d di spl acement  of  t he asphal t  mi xt ur e.   The number ,  t ype,  and wei ght  of  
r ol l er s shal l  be suf f i c i ent  t o compact  t he mi xt ur e t o t he r equi r ed densi t y 
whi l e i t  i s  st i l l  i n a wor kabl e condi t i on.   Do not  use equi pment  whi ch 
causes excessi ve cr ushi ng of  t he aggr egat e.

2. 2   AGGREGATES

Pr ovi de aggr egat es consi st i ng of  cr ushed st one,  cr ushed gr avel ,  cr ushed 
sl ag,  scr eeni ngs,  nat ur al  sand and mi ner al  f i l l er ,  as r equi r ed.   Submi t  
suf f i c i ent  mat er i al s t o pr oduce 90 kg 200 l b of  bl ended mi xt ur e f or  mi x 
desi gn ver i f i cat i on.   The por t i on of  mat er i al  r et ai ned on t he 4. 75 mm No.  4 
s i eve i s coar se aggr egat e.   The por t i on of  mat er i al  passi ng t he 4. 75 mm No.  
4 s i eve and r et ai ned on t he 0. 075 mm No.  200 si eve i s f i ne aggr egat e.   The 
por t i on passi ng t he 0. 075 mm No.  200 si eve i s def i ned as mi ner al  f i l l er .   
Submi t  al l  aggr egat e t est  r esul t s  and sampl es t o t he Cont r act i ng Of f i cer  at  
l east  14 days pr i or  t o st ar t  of  const r uct i on.

2. 2. 1   Coar se Aggr egat e

**************************************************************************
NOTE:   The r equi r ement  f or  magnesi um sul f at e or  
sodi um sul f at e ( r equi r ement  b. ,  bel ow)  may be 
del et ed i n c l i mat es wher e f r eeze- t haw does not  
occur .   However ,  i n t hese ar eas wher e f r eeze- t haw 
does not  occur ,  r equi r ement  b. ,  shoul d r emai n i f  
exper i ence has shown t hat  t hi s t est  separ at es good 
per f or mi ng aggr egat es f r om bad per f or mi ng aggr egat es.

**************************************************************************

Pr ovi de coar se aggr egat e consi st i ng of  sound,  t ough,  dur abl e par t i c l es,  
f r ee f r om f i l ms of  mat er i al  t hat  woul d pr event  t hor ough coat i ng and bondi ng 
wi t h t he asphal t  mat er i al  and f r ee f r om or gani c mat t er  and ot her  
del et er i ous subst ances.   Al l  i ndi v i dual  coar se aggr egat e sour ces shal l  meet  
t he f ol l owi ng r equi r ement s:

a.   The per cent age of  l oss shal l  not  be gr eat er  t han 40 per cent  af t er  500 
r evol ut i ons when t est ed i n accor dance wi t h ASTM C131/ C131M.

b.   The per cent age of  l oss shal l  not  be gr eat er  t han 18 per cent  af t er  f i ve 
cycl es when t est ed i n accor dance wi t h ASTM C88 usi ng magnesi um sul f at e 
[ or  12 per cent  when usi ng sodi um sul f at e] .

c.   At  l east  75 per cent  by wei ght  of  coar se aggr egat e shal l  have at  l east  
t wo or  mor e f r act ur ed f aces when t est ed i n accor dance wi t h COE CRD- C 171.   
Fr act ur ed f aces shal l  be pr oduced by cr ushi ng.

d.   The par t i c l e shape shal l  be essent i al l y  cubi cal  and t he aggr egat e shal l  
not  cont ai n mor e t han 20 per cent  per cent ,  by wei ght ,  of  f l at  and 
el ongat ed par t i c l es ( 3: 1 r at i o of  maxi mum t o mi ni mum)  when t est ed i n 
accor dance wi t h ASTM D4791.

e.   Sl ag shal l  be ai r - cool ed,  bl ast  f ur nace sl ag,  wi t h a compact ed wei ght  
of  not  l ess t han 1200 kg/ cubi c met er  75 l b/ cu f t  when t est ed i n 
accor dance wi t h ASTM C29/ C29M.

f .   Cl ay l umps and f r i abl e par t i c l es shal l  not  exceed 0. 3 per cent ,  by 
wei ght ,  when t est ed i n accor dance wi t h ASTM C142/ C142M.
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2. 2. 2   Fi ne Aggr egat e

**************************************************************************
NOTE:   The l ower  l i mi t  f or  uncompact ed voi d cont ent  
( r equi r ement  b. ,  bel ow)  shoul d be set  at  45 f or  f i ne 
aggr egat e angul ar i t y unl ess l ocal  exper i ences 
i ndi cat e t hat  a l ower  val ue can be used.   Ther e ar e 
some aggr egat es whi ch have a good per f or mance r ecor d 
and have an uncompact ed voi d cont ent  l ess t han 45.   
I n no case shoul d t he l i mi t  be set  l ess t han 43.

**************************************************************************

Fi ne aggr egat e shal l  consi st  of  c l ean,  sound,  t ough,  dur abl e par t i c l es f r ee 
f r om coat i ngs of  c l ay,  s i l t ,  or  any obj ect i onabl e mat er i al  and cont ai ni ng 
no c l ay bal l s.

a.   Al l  i ndi v i dual  f i ne aggr egat e sour ces shal l  have a sand equi val ent  
val ue not  l ess t han 45 when t est ed i n accor dance wi t h ASTM D2419.

b.   The f i ne aggr egat e por t i on of  t he bl ended aggr egat e shal l  have an 
uncompact ed voi d cont ent  not  l ess t han 45. 0 per cent  when t est ed i n 
accor dance wi t h AASHTO T 304 Met hod A.

c.   The quant i t y  of  nat ur al  sand ( noncr ushed mat er i al )  added t o t he 
aggr egat e bl end shal l  not  exceed 25 per cent  by wei ght  of  t ot al  
aggregate.

d.   Cl ay l umps and f r i abl e par t i c l es shal l  not  exceed 0. 3 per cent ,  by 
wei ght ,  when t est ed i n accor dance wi t h ASTM C142/ C142M

2. 2. 3   Mi ner al  Fi l l er

Mi ner al  f i l l er  shal l  be nonpl ast i c mat er i al  meet i ng t he r equi r ement s of  
ASTM D242/ D242M.

2. 2. 4   Aggr egat e Gr adat i on

**************************************************************************
NOTE:   Del et e f r om Tabl e 4,  t he gr adat i ons t hat  wi l l  
not  be used as a par t  of  t hi s pr oj ect .   Gener al l y,  
t he l ayer  t hi ckness shoul d be at  l east  57 mm 2. 25 
i nches f or  gr adat i on 1,  37 mm 1. 5 i nches f or  
gr adat i on 2,  and 28 mm 1 i nch f or  gr adat i on 3 shown 
i n Tabl e 4.

**************************************************************************

The combi ned aggr egat e gr adat i on shal l  conf or m t o gr adat i ons speci f i ed i n 
Tabl e 4,  when t est ed i n accor dance wi t h ASTM C136/ C136M and ASTM C117,  and 
shal l  not  var y f r om t he l ow l i mi t  on one si eve t o t he hi gh l i mi t  on t he 
adj acent  s i eve or  v i ce ver sa,  but  gr ade uni f or ml y f r om coar se t o f i ne.
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Tabl e 4.   Aggr egat e Gr adat i ons

Si eve Si ze,  mm i nch Gr adat i on 1 Per cent
Passi ng by Mass

Gr adat i on 2 Per cent
Passi ng by Mass

Gr adat i on 3 Per cent
Passi ng by Mass

25. 0  1 100 --- ---

19. 0  3/ 4 76-96 100 ---

12. 5  1/ 2 68-88 76-96 100

 9. 5  3/ 8 60-82 69-89 76-96

 4. 75 No.  4 45-67 53-73 58-78

 2. 36 No.  8 32-54 38-60 40-60

 1. 18 No.  16 22-44 26-48 28-48

 0. 60 No.  30 15-35 18-38 18-38

 0. 30 No.  50 9-25 11-27 11-27

 0. 15 No.  100 6-18 6-18 6-18

 0. 075No.  200 3-6 3-6 3-6

2. 3   ASPHALT CEMENT BI NDER

**************************************************************************
NOTE:   Per f or mance Gr ade ( PG)  asphal t  shoul d be 
speci f i ed wher ever  avai l abl e.   When sel ect i ng PG 
asphal t  cement s,  i t  i s  r ecommended t hat  98 per cent  
r el i abi l i t y  be used.   For  Desi gn I ndexes ( DI )  of  3 
and bel ow use a 50 per cent  r el i abi l i t y .   Al so,  
consi der  l ocal  exper i ence of  St at e Depar t ment  of  
Tr anspor t at i on and avai l abi l i t y  of  desi r ed asphal t  
grade.

**************************************************************************

Submi t  a 20 L 5 gal l on sampl e f or  mi x desi gn ver i f i cat i on.   Asphal t  cement  
bi nder  shal l  conf or m t o AASHTO M 320 Per f or mance Gr ade ( PG)  [ _____] . [   As 
an al t er nat e,  ASTM D3381/ D3381M Tabl e 4,  Vi scosi t y Gr ade [ _____]  or  
ASTM D946/ D946M penet r at i on gr ade [ _____]  may be used. ]   Test  dat a 
i ndi cat i ng gr ade cer t i f i cat i on shal l  be pr ovi ded by t he suppl i er  at  t he 
t i me of  del i ver y of  each l oad t o t he mi x pl ant .   Submi t  copi es of  t hese 
cer t i f i cat i ons t o t he Cont r act i ng Of f i cer .   The suppl i er  i s  def i ned as t he 
l ast  sour ce of  any modi f i cat i on t o t he bi nder .   The Cont r act i ng Of f i cer  may 
sampl e and t est  t he bi nder  at  t he mi x pl ant  at  any t i me bef or e or  dur i ng 
mi x pr oduct i on.   Obt ai n sampl es f or  t hi s ver i f i cat i on t est i ng i n accor dance 
with ASTM D140/ D140M and i n t he pr esence of  t he Cont r act i ng Of f i cer .   
Fur ni sh t hese sampl es t o t he Cont r act i ng Of f i cer  f or  t he ver i f i cat i on 
t est i ng,  whi ch shal l  be at  no cost  t o t he Cont r act or .   Submi t  sampl es of  
t he asphal t  cement  speci f i ed f or  appr oval  not  l ess t han 14 days bef or e 

SECTI ON 32 12 16  Page 20



st ar t  of  t he t est  sect i on.   Submi t  copi es of  cer t i f i ed t est  dat a,  amount ,  
t ype and descr i pt i on of  any modi f i er s bl ended i nt o t he asphal t  cement  
binder.

2. 4   MI X DESI GN

**************************************************************************
NOTE:   Use Super pave onl y when t he wor k i nvol ves 
l ong st r et ches of  hi ghway.

For  st at e DOT Super pave mi xes,  speci f y t he desi gn 
EASLs f r om si t e- speci f i c  t r af f i c  st udi es or  t he 
following:

Desi gn EASLs 
(millions)

Typi cal  Roadway Appl i cat i on

< 0. 3 Ver y l i ght  t r af f i c;  no t r ucks ( l ocal / count y 
r oads,  c i t y st r eet s)

0. 3 t o < 3 Medi um t r af f i c ( col l ect or  r oads,  most  count y 
roads)

3 t o 30 Hi gh t r af f i c ( most  of  i nt er st at e syst em,  
c l i mbi ng l anes,  t r uck wei gh st at i ons)

Speci f y t he nomi nal  maxi mum aggr egat e s i ze ( NMAS)  i n 
accor dance wi t h st at e DOT gui dance.

**************************************************************************

a.   Devel op t he mi x desi gn.   The asphal t  mi x shal l  be composed of  a mi xt ur e 
of  wel l - gr aded aggr egat e,  mi ner al  f i l l er  i f  r equi r ed,  and asphal t  
mat er i al .   The aggr egat e f r act i ons shal l  be s i zed,  handl ed i n separ at e 
s i ze gr oups,  and combi ned i n such pr opor t i ons t hat  t he r esul t i ng 
mi xt ur e meet s t he gr adi ng r equi r ement s of  t he j ob mi x f or mul a ( JMF) .   
Submi t  pr oposed JMF;  do not  pr oduce hot - mi x asphal t  f or  payment  unt i l  a 
JMF has been appr oved.   The hot - mi x asphal t  shal l  be desi gned i n 
accor dance wi t h Mar shal l  ( MS- 02) ,  Super pave ( SP- 2) ,  or  Hveem ( MS- 02)  
pr ocedur es and t he cr i t er i a shown i n Tabl e 5.   Use t he hand- hel d hammer  
t o compact  t he speci mens f or  Mar shal l  mi x desi gn.   I f  t he Tensi l e 
St r engt h Rat i o ( TSR)  of  t he composi t e mi xt ur e,  as det er mi ned by 
ASTM D4867/ D4867M i s l ess t han 75,  t he aggr egat es shal l  be r ej ect ed or  
t he asphal t  mi xt ur e t r eat ed wi t h an appr oved ant i - st r i ppi ng agent .   The 
amount  of  ant i - s t r i ppi ng agent  added shal l  be suf f i c i ent  t o pr oduce a 
TSR of  not  l ess t han 75.   Pr ovi de an ant i st r i p agent ,  i f  r equi r ed,  at  
no addi t i onal  cost .   Suf f i c i ent  mat er i al s t o pr oduce 90 kg 200 pound of  
bl ended mi xt ur e shal l  be pr ovi ded t o t he Cont r act i ng Of f i cer  f or  
ver i f i cat i on of  mi x desi gn at  l east  14 days pr i or  t o const r uct i on of  
t est  sect i on.

b.   At  t he opt i on of  t he Cont r act or ,  a cur r ent l y used DOT Super pave hot  mi x 
may be used i n l i eu of  devel opi ng a Mar shal l  hot  mi x desi gn as 
descr i bed her ei n.   Desi gn t he Super pave vol umet r i c  mi x i n accor dance 
with AI  SP- 2 and ASTM D6925.   The nomi nal  maxi mum aggr egat e s i ze ( NMAS)  
shal l  be [ 37. 5]  [ 25. 0]  [ 19. 0]  [ 12. 5]  [ 9. 5]  mm [ 1- 1/ 2]  [ 1]  [ 3/ 4]  [ 1/ 2]  
[ 3/ 8]  i nch.   Ot her  DOT hot  mi x desi gn met hods ( Hveem,  et c. )  may be 
sui t abl e,  as det er mi ned by t he Cont r act i ng Of f i cer .   The number  of  
compact i on gyr at i ons,  Ndes,  shal l  be based on a desi gn t r af f i c  of  
[ _____]  equi val ent  s i ngl e axl e l oads ( EASLs) .
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c.  Desi gn Super pave mi xes wi t h t he number  of  gyr at i ons speci f i ed i n Tabl e 
5,  unl ess t he DOT opt i on i s chosen.

2. 4. 1   JMF Requi r ement s

**************************************************************************
NOTE:   I n Tabl e 5,  use a 75 Bl ow or  75 gyr at i on 
compact i ve ef f or t  f or  al l  asphal t  mi xt ur es desi gned 
f or  t i r e pr essur es of  690 kPa 100 psi  or  hi gher .   
For  mi xt ur es desi gned f or  t i r e pr essur es l ess t han 
690 kPa 100 psi ,  use a 50 Bl ow or  50 gyr at i on 
compact i ve ef f or t .   Al so,  use a 50 Bl ow or  50 
gyr at i on compact i ve ef f or t  f or  shoul der  pavement  
mixtures.

I n Tabl e 5,  del et e t he col umn whi ch does not  appl y,  
unl ess t he pr oj ect  i ncl udes bot h 75 Bl ow or  75 
gyr at i on and 50 Bl ow or  50 gyr at i on mi xes.   I f  bot h 
mi xes ar e used on a pr oj ect ,  i dent i f y whi ch mi x i s  
appl i cabl e t o whi ch l ocat i on.

Sel ect  t he appr opr i at e gr adat i on and VMA 
r equi r ement s i n Tabl e 5 t o be consi st ent  wi t h t he 
gr adat i on chosen i n Tabl e 4 and del et e t he ot her  t wo 
lines.

Remove i t em t . ,  bel ow i f  RAP i s not  used i n t he j ob.
**************************************************************************

Submi t  i n wr i t i ng t he j ob mi x f or mul a f or  appr oval  at  l east  14 days pr i or  
t o t he st ar t  of  t he t est  sect i on i ncl udi ng as a mi ni mum:

a.   Per cent  passi ng each si eve s i ze.

b.   Per cent  of  asphal t  cement .

c.   Per cent  of  each aggr egat e and mi ner al  f i l l er  t o be used.

d.   Asphal t  v i scosi t y gr ade,  penet r at i on gr ade,  or  per f or mance gr ade.

e.   Number  of  bl ows of  hand- hel d hammer  per  s i de of  mol ded speci men.   ( NA 
f or  Super pave)

f .   Number  of  gyr at i ons of  Super pave gyr at or y compact or ,  ( NA f or  Mar shal l  
mi x desi gn)

g.   Labor at or y mi xi ng t emper at ur e.

h.   Lab compact i on t emper at ur e.

i .   Temper at ur e- vi scosi t y r el at i onshi p of  t he asphal t  cement .

j .   Pl ot  of  t he combi ned gr adat i on on t he 0. 45 power  gr adat i on char t ,  
st at i ng t he nomi nal  maxi mum si ze.

k.   Gr aphi cal  pl ot s of  st abi l i t y  ( NA f or  Super pave) ,  f l ow ( NA f or  
Super pave) ,  ai r  voi ds,  voi ds i n t he mi ner al  aggr egat e,  and uni t  wei ght  
ver sus asphal t  cont ent  as shown i n AI  MS- 2.
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l .   Speci f i c  gr avi t y and absor pt i on of  each aggr egat e.

m.   Per cent  nat ur al  sand.

n.   Per cent  par t i c l es wi t h 2 or  mor e f r act ur ed f aces ( i n coar se aggr egat e) .

o.   Fi ne aggr egat e angul ar i t y.

p.   Per cent  f l at  or  el ongat ed par t i c l es ( i n coar se aggr egat e) .

q.   Tensi l e St r engt h Rat i o( TSR) .

r .   Ant i st r i p agent  ( i f  r equi r ed)  and amount .

s.   Li st  of  al l  modi f i er s and amount .

t .   Cor r el at i on of  hand- hel d hammer  wi t h mechani cal  hammer  ( NA f or  
Superpave).

u.   Per cent age and pr oper t i es ( asphal t  cont ent ,  bi nder  pr oper t i es,  and 
aggr egat e pr oper t i es)  of  r ecl ai med asphal t  pavement  ( RAP)  i n accor dance 
wi t h par agr aph RECYCLED HOT- MI X ASPHALT,  i f  RAP i s  used.

Tabl e 5.   Mi x Desi gn Cr i t er i a

Test  Pr oper t y 50 Bl ows or  Mi x
Gyrations

75 Bl ows or  Mi x
Gyrations

St abi l i t y,  N pounds,  mi ni mum ( NA f or  
Superpave)

*44501000 *80001800

Fl ow, 0. 25 mm 0. 01 i nch,  ( NA f or  
Superpave)

8-18 8-16

Ai r  voi ds,  per cent 3-5 3-5

Per cent  Voi ds i n mi ner al  aggr egat e 
(VMA),(minimum)

Gr adat i on 1 13.0 13.0

Gr adat i on 2 14.0 14.3

Gr adat i on 3 15.0 15.0

TSR,  mi ni mum per cent 75 75

*  Thi s i s a mi ni mum r equi r ement .   The aver age dur i ng const r uct i on shal l  be 
si gni f i cant l y hi gher  t han t hi s number  t o ensur e compl i ance wi t h t he speci f i cat i ons.

* *  Cal cul at e VMA i n accor dance wi t h AI  MS- 2,  based on ASTM C127 and ASTM C128 bul k 
speci f i c gr avi t y f or  t he aggr egat e.
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2. 4. 2   Adj ust ment s t o Fi el d JMF

Keep t he Labor at or y JMF f or  each mi xt ur e i n ef f ect  unt i l  a new f or mul a i s 
appr oved i n wr i t i ng by t he Cont r act i ng Of f i cer .   Shoul d a change i n sour ces 
of  any mat er i al s  be made,  per f or m a new l abor at or y j mf  desi gn and a new JMF 
appr oved bef or e t he new mat er i al  i s  used.   The Cont r act or  wi l l  be al l owed 
t o adj ust  t he Labor at or y JMF wi t hi n t he l i mi t s speci f i ed bel ow t o opt i mi ze 
mi x vol umet r i c pr oper t i es wi t h t he appr oval  of  t he Cont r act i ng Of f i cer .   
Adj ust ment s t o t he Labor at or y JMF shal l  be appl i ed t o t he f i el d ( pl ant )  
est abl i shed JMF and l i mi t ed t o t hose val ues as shown.   Adj ust ment s shal l  be 
t ar get ed t o pr oduce or  near l y pr oduce 4 per cent  voi ds t ot al  mi x ( VTM) .

TABLE 6.  Fi el d ( Pl ant )  Est abl i shed JMF Tol er ances

Si eves,  mm Adj ust ment s ( pl us or  mi nus) ,  per cent

12. 5  1/ 2 i nch 3

 4. 75 No.  4 3

 2. 36 No.  8 3

 0. 075No.  200 1

Bi nder  Cont ent 0.4

I f  adj ust ment s ar e needed t hat  exceed t hese l i mi t s ,  devel op a new mi x 
desi gn.   Tol er ances gi ven above may per mi t  t he aggr egat e gr adi ng t o be 
out s i de t he l i mi t s shown i n Tabl e 4;  whi l e not  desi r abl e,  t hi s i s  
accept abl e,  except  f or  t he 0. 075 mm No.  200 si eve,  whi ch shal l  r emai n 
wi t hi n t he aggr egat e gr adi ng of  Tabl e 4.

2. 5   RECYCLED HOT MI X ASPHALT

**************************************************************************
NOTE:   Recl ai med Asphal t  Pavement  ( RAP) can be used 
up t o 30 per cent  as l ong as t he r esul t i ng r ecycl ed 
mi x meet s al l  r equi r ement s t hat  ar e speci f i ed f or  
v i r gi n mi xt ur es.   The 30 per cent  i s  a gener al  
l i mi t .   I f  t he exi st i ng asphal t  pavement  i s  
r el at i vel y ol d,  t he amount  of  RAP used wi l l  not  
appr oach t hi s l i mi t .   I f  t he r ecycl i ng i nvol ves 
r el at i vel y new RAP mat er i al s,  t he per cent age of  RAP 
speci f i ed bel ow coul d be gr eat er  t han 30 per cent .   
Remove t hese par agr aphs i f  RAP i s  not  used.   I n 
addi t i on t o MS- 02,  r ef er  t o UFC 3- 250- 03,  " St andar d 
Pr act i ce Manual  f or  Fl exi bl e Pavement s"  f or  f ur t her  
desi gn gui dance.

**************************************************************************

Recycl ed HMA shal l  consi st  of  r ec l ai med asphal t  pavement  ( RAP) ,  coar se 
aggr egat e,  f i ne aggr egat e,  mi ner al  f i l l er ,  and asphal t  cement  t o pr oduce a 
consi st ent  gr adat i on and asphal t  cont ent  and pr oper t i es.   When RAP i s f ed 
i nt o t he pl ant ,  t he maxi mum RAP chunk s i ze shal l  not  exceed 50 mm 2 i nches.   
Desi gn t he r ecycl ed HMA mi x usi ng pr ocedur es cont ai ned i n AI  MS- 2 and 
AI  MS- 22.   The j ob mi x shal l  meet  t he r equi r ement s of  par agr aph MI X 
DESI GN.   The amount  of  RAP shal l  not  exceed 30 per cent .
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2. 5. 1   RAP Aggr egat es and Asphal t  Cement

The bl end of  aggr egat es used i n t he r ecycl ed mi x shal l  meet  t he 
r equi r ement s of  par agr aph AGGREGATES.   Est abl i sh t he per cent age of  asphal t  
i n t he RAP f or  t he mi xt ur e desi gn accor di ng t o ASTM D2172/ D2172M or  
ASTM D6307 usi ng t he appr opr i at e dust  cor r ect i on pr ocedur e.

2. 5. 2   RAP Mi x

**************************************************************************
NOTE:   The appr opr i at e t est  shoul d be sel ect ed t o 
conf or m t o t he gr ade of  new asphal t  speci f i ed.   I f  a 
PG gr ade i s speci f i ed,  use t he dynami c shear  
r heomet er  and bendi ng beam t est s.   I f  a penet r at i on 
gr ade i s speci f i ed,  use penet r at i on t est .   I f  a 
v i scosi t y gr ade i s speci f i ed,  use a v i scosi t y t est .

**************************************************************************

The bl end of  new asphal t  cement  and t he RAP asphal t  bi nder  shal l  meet  [ t he 
dynami c shear  r heomet er  at  hi gh t emper at ur e and bendi ng beam at  l ow 
t emper at ur e]  [ penet r at i on]  [ v i scosi t y]  r equi r ement s i n par agr aph ASPHALT 
CEMENT BI NDER.   The vi r gi n asphal t  cement  shal l  not  be mor e t han t wo 
st andar d asphal t  mat er i al  gr ades di f f er ent  t han t hat  speci f i ed i n par agr aph 
ASPHALT CEMENT BI NDER.

PART 3   EXECUTI ON

**************************************************************************
NOTE:   For  Per f or mance Gr aded ( PG)  asphal t  cement s,  
i nser t  t he pl ant  t emper at ur e r ange f r om t he Tabl e 
bel ow i nt o t he l ast  sent ence of  t he f ol l owi ng 
paragraph.

Per f or mance Gr aded Asphal t  Pl ant  Mi xi ng Temper at ur es

Bi nder  Gr ade Mi xi ng Temp Range ( Deg C)  ( Deg F)

PG 46- 28 115 -  146240 -  295

PG 46- 34 115 -  146240 -  295

PG 46- 40 115 -  146240 -  295

PG 52- 28 115 -  149240 -  300

PG 52- 34 115 -  149240 -  300

PG 52- 40 115 -  149240 -  300

PG 52- 46 115 -  149240 -  300

PG 58- 22 127 -  154260 -  310

SECTI ON 32 12 16  Page 25



Per f or mance Gr aded Asphal t  Pl ant  Mi xi ng Temper at ur es

Bi nder  Gr ade Mi xi ng Temp Range ( Deg C)  ( Deg F)

PG 58- 28 127 -  154260 -  310

PG 58- 34 127 -  154260 -  310

PG 64- 22 129 -  160265 -  320

PG 64- 28 129 -  160265 -  320

PG 64- 34 129 -  160265 -  320

PG 67- 22 135 -  163275 -  325

PG 70- 22 138 -  166280 -  330

PG 70- 28 135 -  163275 -  325

PG 76- 22 141 -  168285 -  335

PG 76- 28 138 -  166280 -  330

PG 82- 22 143 -  171290 -  340

**************************************************************************

3. 1   PREPARATI ON OF ASPHALT BI NDER MATERI AL

Heat  t he asphal t  cement  mat er i al  avoi di ng l ocal  over heat i ng and pr ovi di ng a 
cont i nuous suppl y of  t he asphal t  mat er i al  t o t he mi xer  at  a uni f or m 
t emper at ur e.   The t emper at ur e of  unmodi f i ed asphal t s shal l  be no mor e t han 
160 degr ees C 325 degr ees F when added t o t he aggr egat es.   
Per f or mance- Gr aded ( PG)  asphal t s shal l  be wi t hi n t he t emper at ur e r ange of  
[ _____]  degr eesC F when added t o t he aggr egat e.

3. 2   PREPARATI ON OF MI NERAL AGGREGATE

Heat  and dr y t he aggr egat e f or  t he mi xt ur e pr i or  t o mi xi ng.   No damage 
shal l  occur  t o t he aggr egat es due t o t he maxi mum t emper at ur e and r at e of  
heat i ng used.   The t emper at ur e of  t he aggr egat e and mi ner al  f i l l er  shal l  
not  exceed 175 degr ees C 350 degr ees F when t he asphal t  cement  i s  added.   
The t emper at ur e shal l  not  be l ower  t han i s r equi r ed t o obt ai n compl et e 
coat i ng and uni f or m di st r i but i on on t he aggr egat e par t i c l es and t o pr ovi de 
a mi xt ur e of  sat i sf act or y wor kabi l i t y .

3. 3   PREPARATI ON OF HOT- MI X ASPHALT MI XTURE

The aggr egat es and t he asphal t  cement  shal l  be wei ghed or  met er ed and 
i nt r oduced i nt o t he mi xer  i n t he amount  speci f i ed by t he JMF.   Mi x t he 
combi ned mat er i al s unt i l  t he aggr egat e obt ai ns a uni f or m coat i ng of  asphal t  
bi nder  and i s t hor oughl y di st r i but ed t hr oughout  t he mi xt ur e.   Wet  mi xi ng 
t i me shal l  be t he shor t est  t i me t hat  wi l l  pr oduce a sat i sf act or y mi xt ur e,  
but  no l ess t han 25 seconds f or  bat ch pl ant s.   Est abl i sh t he wet  mi xi ng 
t i me f or  al l  pl ant s based on t he pr ocedur e f or  det er mi ni ng t he per cent age 
of  coat ed par t i c l es descr i bed i n ASTM D2489/ D2489M,  f or  each i ndi v i dual  
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pl ant  and f or  each t ype of  aggr egat e used.   The wet  mi xi ng t i me wi l l  be set  
t o at  l east  achi eve 95 per cent  of  coat ed par t i c l es.   The moi st ur e cont ent  
of  al l  hot - mi x asphal t  upon di schar ge f r om t he pl ant  shal l  not  exceed 0. 5 
per cent  by t ot al  wei ght  of  mi xt ur e as measur ed by ASTM D1461.

3. 4   PREPARATI ON OF THE UNDERLYI NG SURFACE

**************************************************************************
NOTE:   I f  t he under l y i ng sur f ace t o be paved i s an 
unbound gr anul ar  l ayer ,  a pr i me coat  shoul d be 
appl i ed,  especi al l y  i f  t hi s l ayer  wi l l  be exposed t o 
weat her  f or  an ext ended per i od of  t i me pr i or  t o 
cover i ng wi t h an asphal t  mi xt ur e.   The pr i me coat  
may be del et ed i f  t he base cour se i s cover ed wi t h 
hot  mi x wi t hi n 7 days and no s i gni f i cant  r ai nf al l  i s  
ant i c i pat ed.   I f  t he base cour se i s t o r ecei ve 
t r af f i c  pr i or  t o appl i cat i on of  t he sur f ace cour se,  
i t  shoul d f i r st  be pr i med and cur ed.

I f  t he under l y i ng sur f ace t o be paved i s an exi st i ng 
asphal t  or  concr et e l ayer ,  a t ack coat  shoul d al ways 
be used t o ensur e an adequat e bond bet ween l ayer s.

Del et e r equi r ement  f or  pr i me coat  i f  a dr ai nage 
l ayer  i s  used beneat h t he hot  mi x l ayer .

**************************************************************************

I mmedi at el y bef or e pl aci ng t he hot  mi x asphal t ,  c l ean t he under l y i ng cour se 
of  dust  and debr i s.   Appl y a [ pr i me coat ]  [ and/ or ]  [ t ack coat ]  i n 
accor dance wi t h t he cont r act  speci f i cat i ons.

3. 5   TEST SECTI ON

**************************************************************************
NOTE:  Del et e r equi r ement  f or  a t est  sect i on i f  t he 
pr oj ect  r equi r es l ess t han 2000 met r i c t ons.

**************************************************************************

Pr i or  t o f ul l  pr oduct i on,  pl ace a t est  sect i on f or  each JMF used.   
Const r uct  a t est  sect i on 75 -  150 m 250 -  500 f eet  l ong and t wo paver  
passes wi de pl aced f or  t wo l anes,  wi t h a l ongi t udi nal  col d j oi nt .   The t est  
sect i on shal l  be of  t he same t hi ckness as t he cour se whi ch i t  r epr esent s.   
The under l y i ng gr ade or  pavement  st r uct ur e upon whi ch t he t est  sect i on i s 
t o be const r uct ed shal l  be t he same as t he r emai nder  of  t he cour se 
r epr esent ed by t he t est  sect i on.   The equi pment  and per sonnel  used i n 
const r uct i on of  t he t est  sect i on shal l  be t he same equi pment  t o be used on 
t he r emai nder  of  t he cour se r epr esent ed by t he t est  sect i on.   Pl ace t he 
t est  sect i on as par t  of  t he pr oj ect  pavement ,  as appr oved by t he 
Cont r act i ng Of f i cer .

3. 5. 1   Sampl i ng and Test i ng f or  Test  Sect i on

**************************************************************************
NOTE:   Tabl e 7 appl i es onl y t o t he t est  sect i on.   
The l i mi t s i n Tabl es 6,  7,  and 8,  appl y t o t he 
r esul t s of  4 f ul l  scal e pr oduct i on t est s r un f or  
each l ot .   Thi s i s  why t he l i mi t s  l i s t ed i n Tabl e 7 
ar e di f f er ent  f r om t hose l i s t ed i n Tabl es 6,  7,  and 
8.
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Sel ect  t he appr opr i at e VMA r equi r ement  t o mat ch t he 
sel ect ed gr adat i on.   Sel ect  t he appr opr i at e 
st abi l i t y  and f l ow val ue t o mat ch t he l abor at or y 
compact i ve ef f or t  ( 50 or  75 bl ows) .

**************************************************************************

Take one r andom sampl e at  t he pl ant ,  t r i pl i cat e speci mens compact ed,  and 
t est ed f or  st abi l i t y ,  f l ow,  and l abor at or y ai r  voi ds.   Test  a por t i on of  
t he same sampl e f or  t heor et i cal  maxi mum densi t y ( TMD) ,  aggr egat e gr adat i on 
and asphal t  cont ent .   Take f our  r andoml y sel ect ed cor es f r om t he f i ni shed 
pavement  mat ,  and f our  f r om t he l ongi t udi nal  j oi nt ,  and t est ed f or  
densi t y.   Random sampl i ng shal l  be i n accor dance wi t h pr ocedur es cont ai ned 
in ASTM D3665.   The t est  r esul t s shal l  be wi t hi n t he t ol er ances shown i n 
Tabl e 7 f or  wor k t o cont i nue.   I f  al l  t est  r esul t s  meet  t he speci f i ed 
r equi r ement s,  t he t est  sect i on shal l  r emai n as par t  of  t he pr oj ect  
pavement .   I f  t est  r esul t s exceed t he t ol er ances shown,  t he t est  sect i on 
shal l  be r emoved and r epl aced at  no cost  t o t he Gover nment  and anot her  t est  
sect i on shal l  be const r uct ed.   The t est  sect i on shal l  be pai d f or  wi t h t he 
f i r st  l ot  of  pavi ng

Tabl e 7.   Test  Sect i on Requi r ement s f or  Mat er i al  and Mi xt ur e Pr oper t i es

Property Speci f i cat i on Li mi t

Aggr egat e Gr adat i on- Per cent  Passi ng ( I ndi v i dual  Test  Resul t )

4. 75 mm No.  4 and l ar ger JMF pl us or  mi nus 8

2. 36,  1. 18,  0. 60,  and 0. 30 mmNo.  8,  No.  
16,  No.  30,  and No.  50

JMF pl us or  mi nus 6

0. 15 and 0. 075 mmNo.  100 and No.  200 JMF pl us or  mi nus 2. 0

Asphal t  Cont ent ,  Per cent  ( I ndi v i dual  Test  
Result)

JMF pl us or  mi nus 0. 5

Labor at or y Ai r  Voi ds,  Per cent  ( Aver age of  
3 speci mens)

JMF pl us or  mi nus 1. 0

VMA,  Per cent  ( Aver age of  3 speci mens) [ 13]  [ 14]  [ 15]  mi ni mum

St abi l i t y,  newt ons pounds ( Aver age of  3 
specimens)
( NA f or  Super pave)

[ 4450 1000 mi ni mum f or  50 bl ows] [ 8000 1800
mi ni mum f or  75 bl ows]

Fl ow,  0. 25 mm 0. 01 i nch ( Aver age of  3 
specimens)
( NA f or  Super pave)

[ 8 -  18 f or  50 bl ows] [ 8 -  16 f or  75 bl ows]

Mat  Densi t y,  Per cent  of  TMD ( Aver age of  4 
Random Cor es)

92. 0 -  96. 0

Joi nt  Densi t y,  Per cent  of  TMD ( Aver age of  
4 Random Cor es)

90. 5 -  92. 5
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3. 5. 2   Addi t i onal  Test  Sect i ons

I f  t he i ni t i al  t est  sect i on shoul d pr ove t o be unaccept abl e,  make t he 
necessar y adj ust ment s t o t he JMF,  pl ant  oper at i on,  pl aci ng pr ocedur es,  
and/ or  r ol l i ng pr ocedur es and pl ace a second t est  sect i on.   Addi t i onal  t est  
sect i ons,  as r equi r ed,  shal l  be const r uct ed and eval uat ed f or  conf or mance 
t o t he speci f i cat i ons.   Ful l  pr oduct i on shal l  not  begi n unt i l  an accept abl e 
sect i on has been const r uct ed and accept ed.

3. 6   TESTI NG LABORATORY

Submi t  cer t i f i cat i on of  compl i ance and Pl ant  Scal e Cal i br at i on 
Cer t i f i cat i on.   Use a l abor at or y t o devel op t he JMF t hat  meet s t he 
r equi r ement s of  ASTM D3666.   The Gover nment  wi l l  i nspect  t he l abor at or y 
equi pment  and t est  pr ocedur es pr i or  t o t he st ar t  of  hot  mi x oper at i ons f or  
conf or mance t o ASTM D3666.   The l abor at or y shal l  mai nt ai n t he Cor ps 
cer t i f i cat i on f or  t he dur at i on of  t he pr oj ect .   A st at ement  s i gned by t he 
manager  of  t he l abor at or y st at i ng t hat  i t  meet s t hese r equi r ement s or  
c l ear l y l i s t i ng al l  def i c i enci es shal l  be submi t t ed t o t he Cont r act i ng 
Of f i cer  pr i or  t o t he st ar t  of  const r uct i on.   The st at ement  shal l  cont ai n as 
a mi ni mum:

a.   Qual i f i cat i ons of  per sonnel ;  l abor at or y manager ,  super vi s i ng 
t echni c i an,  and t est i ng t echni c i ans.

b.   A l i s t i ng of  equi pment  t o be used i n devel opi ng t he j ob mi x.

c.   A copy of  t he l abor at or y ' s qual i t y  cont r ol  syst em.

d.   Evi dence of  par t i c i pat i on i n t he AASHTO Mat er i al s Ref er ence Labor at or y 
( AMRL)  pr ogr am.

3. 7   TRANSPORTI NG AND PLACI NG

3. 7. 1   Transporting

**************************************************************************
NOTE:   A mat er i al  t r ansf er  vehi c l e has been shown t o 
pr ovi de a pavement  wi t h i mpr oved smoot hness and l ess 
segr egat i on.   A mat er i al  t r ansf er  vehi c l e i s 
r ecommended when doi ng maj or  r oad const r uct i on.   The 
desi gner  shoul d l ook at  desi gn i ndex,  speed of  
vehi c l e ut i l i z i ng r oad and ot her  f act or s i n 
det er mi ni ng t he r equi r ement  f or  a mat er i al  l oad 
t r ansf er  vehi c l e.   Remove l ast  sent ence i f  mat er i al  
t r ansf er  vehi c l e i s not  used.

**************************************************************************

Tr anspor t  t he hot - mi x asphal t  f r om t he mi xi ng pl ant  t o t he s i t e i n c l ean,  
t i ght  vehi c l es.   Schedul e del i ver i es so t hat  pl aci ng and compact i ng of  
mi xt ur e i s uni f or m wi t h mi ni mum st oppi ng and st ar t i ng of  t he paver .   
Pr ovi de adequat e ar t i f i c i al  l i ght i ng f or  ni ght  pl acement s.   Haul i ng over  
f r eshl y pl aced mat er i al  wi l l  not  be per mi t t ed unt i l  t he mat er i al  has been 
compact ed as speci f i ed,  and al l owed t o cool  t o 60 degr ees C 140 degr ees F.   
To del i ver  mi x t o t he paver ,  use a mat er i al  t r ansf er  vehi c l e oper at ed t o 
pr oduce cont i nuous f or war d mot i on of  t he paver .
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3. 7. 2   Placing

Pl ace and compact  t he mi x at  a t emper at ur e sui t abl e f or  obt ai ni ng densi t y,  
sur f ace smoot hness,  and ot her  speci f i ed r equi r ement s.   Upon ar r i val ,  pl ace 
t he mi xt ur e t o t he f ul l  wi dt h by an asphal t  paver ;  i t  shal l  be st r uck of f  
i n a uni f or m l ayer  of  such dept h t hat ,  when t he wor k i s compl et ed,  i t  wi l l  
have t he r equi r ed t hi ckness and conf or m t o t he gr ade and cont our  
i ndi cat ed.   Regul at e t he speed of  t he paver  t o el i mi nat e pul l i ng and 
t ear i ng of  t he asphal t  mat .   Unl ess ot her wi se per mi t t ed,  pl acement  of  t he 
mi xt ur e shal l  begi n al ong t he cent er l i ne of  a cr owned sect i on or  on t he 
hi gh s i de of  ar eas wi t h a one- way sl ope.   Pl ace t he mi xt ur e i n consecut i ve 
adj acent  st r i ps havi ng a mi ni mum wi dt h of  3 m 10 f eet .   The l ongi t udi nal  
j oi nt  i n one cour se shal l  of f set  t he l ongi t udi nal  j oi nt  i n t he cour se 
i mmedi at el y bel ow by at  l east  300 mm 1 f oot ;  however ,  t he j oi nt  i n t he 
sur f ace cour se shal l  be at  t he cent er l i ne of  t he pavement .   Tr ansver se 
j oi nt s i n one cour se shal l  be of f set  by at  l east  3 m 10 f eet  f r om 
t r ansver se j oi nt s i n t he pr evi ous cour se.   Tr ansver se j oi nt s i n adj acent  
l anes shal l  be of f set  a mi ni mum of  3 m 10 f eet .   On i sol at ed ar eas wher e 
i r r egul ar i t i es or  unavoi dabl e obst acl es make t he use of  mechani cal  
spr eadi ng and f i ni shi ng equi pment  i mpr act i cal ,  t he mi xt ur e may be spr ead 
and l ut ed by hand t ool s.

3. 8   COMPACTI ON OF MI XTURE

Af t er  pl aci ng,  t he mi xt ur e shal l  be t hor oughl y and uni f or ml y compact ed by 
r ol l i ng.   Compact  t he sur f ace as soon as possi bl e wi t hout  causi ng 
di spl acement ,  cr acki ng or  shovi ng.   The sequence of  r ol l i ng oper at i ons and 
t he t ype of  r ol l er s used shal l  be at  t he di scr et i on of  t he Cont r act or .   The 
speed of  t he r ol l er  shal l ,  at  al l  t i mes,  be suf f i c i ent l y s l ow t o avoi d 
di spl acement  of  t he hot  mi xt ur e and be ef f ect i ve i n compact i on.   Any 
di spl acement  occur r i ng as a r esul t  of  r ever si ng t he di r ect i on of  t he 
r ol l er ,  or  f r om any ot her  cause,  shal l  be cor r ect ed at  once.   Fur ni sh 
suf f i c i ent  r ol l er s t o handl e t he out put  of  t he pl ant .   Cont i nue r ol l i ng 
unt i l  t he sur f ace i s of  uni f or m t ext ur e,  t r ue t o gr ade and cr oss sect i on,  
and t he r equi r ed f i el d densi t y i s  obt ai ned.   To pr event  adhesi on of  t he 
mi xt ur e t o t he r ol l er ,  keep t he wheel s pr oper l y moi st ened but  excessi ve 
wat er  wi l l  not  be per mi t t ed.   I n ar eas not  accessi bl e t o t he r ol l er ,  t he 
mi xt ur e shal l  be t hor oughl y compact ed wi t h hand t amper s.   Any mi xt ur e t hat  
becomes l oose and br oken,  mi xed wi t h di r t ,  cont ai ns check- cr acki ng,  or  i s  
i n any way def ect i ve shal l  be r emoved f ul l  dept h,  r epl aced wi t h f r esh hot  
mi xt ur e and i mmedi at el y compact ed t o conf or m t o t he sur r oundi ng ar ea.   Thi s 
wor k shal l  be done at  t he Cont r act or ' s expense.   Ski n pat chi ng wi l l  not  be 
allowed.

3. 9   JOINTS

The f or mat i on of  j oi nt s shal l  be per f or med ensur i ng a cont i nuous bond 
bet ween t he cour ses and t o obt ai n t he r equi r ed densi t y.   Al l  j oi nt s shal l  
have t he same t ext ur e as ot her  sect i ons of  t he cour se and meet  t he 
r equi r ement s f or  smoot hness and gr ade.

3. 9. 1   Tr ansver se Joi nt s

Do not  pass t he r ol l er  over  t he unpr ot ect ed end of  t he f r eshl y l ai d 
mi xt ur e,  except  when necessar y t o f or m a t r ansver se j oi nt .   When necessar y 
t o f or m a t r ansver se j oi nt ,  i t  shal l  be made by means of  pl aci ng a bul khead 
or  by t aper i ng t he cour se.   The t aper ed edge shal l  be cut  back t o i t s  f ul l  
dept h and wi dt h on a st r ai ght  l i ne t o expose a ver t i cal  f ace pr i or  t o 
pl aci ng mat er i al  at  t he j oi nt .   Remove t he cut back mat er i al  f r om t he 
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pr oj ect .   I n bot h met hods,  al l  cont act  sur f aces shal l  be gi ven a l i ght  t ack 
coat  of  asphal t  mat er i al  bef or e pl aci ng any f r esh mi xt ur e agai nst  t he j oi nt .

3. 9. 2   Longi t udi nal  Joi nt s

Longi t udi nal  j oi nt s whi ch ar e i r r egul ar ,  damaged,  uncompact ed,  col d ( l ess 
t han 80 degr ees C 175 degr ees F at  t he t i me of  pl aci ng adj acent  l anes) ,  or  
ot her wi se def ect i ve,  shal l  be cut  back a maxi mum of  75 mm 3 i nches f r om t he 
t op of  t he cour se wi t h a cut t i ng wheel  t o expose a c l ean,  sound ver t i cal  
sur f ace f or  t he f ul l  dept h of  t he cour se.   Al l  cut back mat er i al  shal l  be 
r emoved f r om t he pr oj ect .   Al l  cont act  sur f aces shal l  be gi ven a l i ght  t ack 
coat  of  asphal t  mat er i al  pr i or  t o pl aci ng any f r esh mi xt ur e agai nst  t he 
j oi nt .   The Cont r act or  wi l l  be al l owed t o use an al t er nat e met hod i f  i t  can 
be demonst r at ed t hat  densi t y,  smoot hness,  and t ext ur e can be met .

3. 10   QUALI TY CONTROL

**************************************************************************
NOTE:   The Cont r act or  may be abl e t o meet  t he 
speci f i ed qual i t y  cont r ol  r equi r ement s wi t h i n- house 
capabi l i t y  or  may have t o hi r e a mat er i al  t est i ng 
f i r m t o pr ovi de t he r equi r ed qual i t y  cont r ol  t est i ng.

**************************************************************************

3. 10. 1   Gener al  Qual i t y Cont r ol  Requi r ement s

Devel op and submi t  an appr oved Qual i t y Cont r ol  Pl an.   Submi t  aggr egat e and 
QC t est  r esul t s.   Do not  pr oduce hot - mi x asphal t  f or  payment  unt i l  t he 
qual i t y  cont r ol  pl an has been appr oved addr essi ng al l  el ement s whi ch af f ect  
t he qual i t y  of  t he pavement  i ncl udi ng,  but  not  l i mi t ed t o:

a.   Mi x Desi gn

b.   Aggr egat e Gr adi ng

c.   Qual i t y of  Mat er i al s

d.   St ockpi l e Management

e.   Pr opor t i oni ng

f .   Mi x i ng and Tr anspor t at i on

g.   Mi xt ur e Vol umet r i cs

h.   Moi st ur e Cont ent  of  Mi xt ur es

i .   Pl aci ng and Fi ni shi ng

j .   Joi nt s

k.   Compact i on

l .   Sur f ace Smoot hness

3. 10. 2   Test i ng Labor at or y

**************************************************************************
NOTE:  For  pr oj ect s l ess t han 1000 met r i c t ons del et e 

SECTI ON 32 12 16  Page 31



t he r equi r ement s f or  a j ob s i t e l abor at or y.   For  
smal l  pr oj ect s t he Cont r act or  may use a commer ci al l y  
appr oved l abor at or y.

**************************************************************************

Pr ovi de a f ul l y  equi pped asphal t  l abor at or y l ocat ed at  t he pl ant  or  j ob 
s i t e and meet i ng t he per t i nent  r equi r ement s i n ASTM D3666.   Labor at or y 
f aci l i t i es shal l  be kept  c l ean and al l  equi pment  mai nt ai ned i n pr oper  
wor ki ng condi t i on.   The Cont r act i ng Of f i cer  shal l  be per mi t t ed unr est r i ct ed 
access t o i nspect  t he Cont r act or ' s l abor at or y f aci l i t y ,  t o wi t ness qual i t y  
cont r ol  act i v i t i es,  and t o per f or m any check t est i ng desi r ed.   The 
Cont r act i ng Of f i cer  wi l l  advi se t he Cont r act or  i n wr i t i ng of  any not ed 
def i c i enci es concer ni ng t he l abor at or y f aci l i t y ,  equi pment ,  suppl i es,  or  
t est i ng per sonnel  and pr ocedur es.   When t he def i c i enci es ar e ser i ous enough 
t o adver sel y af f ect  t est  r esul t s,  t he i ncor por at i on of  t he mat er i al s i nt o 
t he wor k shal l  be suspended i mmedi at el y and wi l l  not  be per mi t t ed t o r esume 
unt i l  t he def i c i enci es ar e cor r ect ed.

3. 10. 3   Qual i t y Cont r ol  Test i ng

Per f or m al l  qual i t y  cont r ol  t est s appl i cabl e t o t hese speci f i cat i ons and as 
set  f or t h i n t he Qual i t y Cont r ol  Pr ogr am.   The t est i ng pr ogr am shal l  
i ncl ude,  but  shal l  not  be l i mi t ed t o,  t est s f or  t he cont r ol  of  asphal t  
cont ent ,  aggr egat e gr adat i on,  t emper at ur es,  aggr egat e moi st ur e,  moi st ur e i n 
t he asphal t  mi xt ur e,  l abor at or y ai r  voi ds,  st abi l i t y  ( NA f or  Super pave) ,  
f l ow ( NA f or  Super pave) ,  i n- pl ace densi t y,  gr ade and smoot hness.   Devel op a 
Qual i t y Cont r ol  Test i ng Pl an as par t  of  t he Qual i t y Cont r ol  Pr ogr am.

3. 10. 3. 1   Asphal t  Cont ent

A mi ni mum of  t wo t est s t o det er mi ne asphal t  cont ent  wi l l  be per f or med per  
l ot  ( a l ot  i s  def i ned i n par agr aph MATERI AL ACCEPTANCE and PERCENT PAYMENT)  
by one of  t he f ol l owi ng met hods:  t he ext r act i on met hod i n accor dance wi t h 
ASTM D2172/ D2172M,  Met hod A or  B,  t he i gni t i on met hod i n accor dance wi t h 
ASTM D6307,  or  t he nucl ear  met hod i n accor dance wi t h ASTM D4125/ D4125M.   
Cal i br at e t he i gni t i on oven or  t he nucl ear  gauge f or  t he speci f i c  mi x bei ng 
used.   For  t he ext r act i on met hod,  det er mi ne t he wei ght  of  ash,  as descr i bed 
in ASTM D2172/ D2172M,  as par t  of  t he f i r st  ext r act i on t est  per f or med at  t he 
begi nni ng of  pl ant  pr oduct i on;  and as par t  of  ever y t ent h ext r act i on t est  
per f or med t her eaf t er ,  f or  t he dur at i on of  pl ant  pr oduct i on.   The l ast  
wei ght  of  ash val ue obt ai ned shal l  be used i n t he cal cul at i on of  t he 
asphal t  cont ent  f or  t he mi xt ur e.

3. 10. 3. 2   Gradation

Det er mi ne aggr egat e gr adat i ons a mi ni mum of  t wi ce per  l ot  f r om mechani cal  
anal ysi s of  r ecover ed aggr egat e i n accor dance wi t h ASTM D5444.   When 
asphal t  cont ent  i s  det er mi ned by t he i gni t i on oven or  nucl ear  met hod,  
aggr egat e gr adat i on shal l  be det er mi ned f r om hot  bi n sampl es on bat ch 
pl ant s,  or  f r om t he col d f eed on dr um mi x pl ant s.   For  bat ch pl ant s,  t est  
aggr egat es i n accor dance wi t h ASTM C136/ C136M usi ng act ual  bat ch wei ght s t o 
det er mi ne t he combi ned aggr egat e gr adat i on of  t he mi xt ur e.

3. 10. 3. 3   Temperatures

Check t emper at ur es at  l east  f our  t i mes per  l ot ,  at  necessar y l ocat i ons,  t o 
det er mi ne t he t emper at ur e at  t he dr yer ,  t he asphal t  cement  i n t he st or age 
t ank,  t he asphal t  mi xt ur e at  t he pl ant ,  and t he asphal t  mi xt ur e at  t he j ob 
site.
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3. 10. 3. 4   Aggr egat e Moi st ur e

Det er mi ne t he moi st ur e cont ent  of  aggr egat e used f or  pr oduct i on a mi ni mum 
of  once per  l ot  i n accor dance wi t h ASTM C566.

3. 10. 3. 5   Moi st ur e Cont ent  of  Mi xt ur e

Det er mi ne t he moi st ur e cont ent  of  t he mi xt ur e at  l east  once per  l ot  i n 
accor dance wi t h ASTM D1461 or  an appr oved al t er nat e pr ocedur e.

3. 10. 3. 6   Labor at or y Ai r  Voi ds,  Mar shal l  St abi l i t y  and Fl ow

Take mi xt ur e sampl es at  l east  f our  t i mes per  l ot  compact ed i nt o speci mens,  
usi ng [ 50]  [ 75]  bl ows per  s i de wi t h t he hand- hel d Mar shal l  hammer  as 
descr i bed i n ASTM D6926.   When t he Super pave gyr at or y compact or  i s  used,  
mi xes wi l l  be compact ed t o [ 50]  [ 75]  gyr at i ons i n accor dance wi t h ASTM D6925.   
Hot - mi x pr ovi ded under  t he DOT Super pave opt i on shal l  be compact ed i n 
accor dance wi t h t he DOT r equi r ement s.   Af t er  compact i on,  det er mi ne t he 
l abor at or y ai r  voi ds of  each speci men.   St abi l i t y  and f l ow shal l  be 
det er mi ned f or  t he Mar shal l - compact ed speci mens,  i n accor dance wi t h 
ASTM D6927.

3. 10. 3. 7   I n- Pl ace Densi t y

Conduct  any necessar y t est i ng t o ensur e t he speci f i ed densi t y i s  achi eved.   
A nucl ear  gauge may be used t o moni t or  pavement  densi t y i n accor dance wi t h 
ASTM D2950/ D2950M.

3. 10. 3. 8   Gr ade and Smoot hness

**************************************************************************
NOTE:   Ret ai n r equi r ement s f or  gr ade f or  pr oj ect s 
havi ng l ar ge paved ar eas wher e st andi ng wat er  or  
pondi ng of  wat er  may occur  and pr oj ect s wi t h pl an 
and pr of i l e det ai l s .   Al l  ot her  pr oj ect s shoul d be 
eval uat ed f or  t he possi bi l i t y  of  st andi ng wat er  
bef or e r emovi ng t he gr ade r equi r ement s.

**************************************************************************

Conduct  t he necessar y checks t o ensur e t he gr ade and smoot hness 
r equi r ement s ar e met  i n accor dance wi t h par agr aphs MATERI AL ACCEPTANCE and 
PERCENT PAYMENT.

3. 10. 3. 9   Addi t i onal  Test i ng

Any addi t i onal  t est i ng,  whi ch t he Cont r act or  deems necessar y t o cont r ol  t he 
pr ocess,  may be per f or med at  t he Cont r act or ' s opt i on.

3. 10. 3. 10   QC Moni t or i ng

Submi t  al l  QC t est  r esul t s t o t he Cont r act i ng Of f i cer  on a dai l y basi s as 
t he t est s ar e per f or med.   The Cont r act i ng Of f i cer  r eser ves t he r i ght  t o 
moni t or  any of  t he Cont r act or ' s qual i t y  cont r ol  t est i ng and t o per f or m 
dupl i cat e t est i ng as a check t o t he Cont r act or ' s qual i t y  cont r ol  t est i ng.

3. 10. 4   Sampling

When di r ect ed by t he Cont r act i ng Of f i cer ,  sampl e and t est  any mat er i al  
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whi ch appear s i nconsi st ent  wi t h s i mi l ar  mat er i al  bei ng pr oduced,  unl ess 
such mat er i al  i s  vol unt ar i l y  r emoved and r epl aced or  def i c i enci es cor r ect ed 
by t he Cont r act or .   Al l  sampl i ng shal l  be i n accor dance wi t h st andar d 
pr ocedur es speci f i ed.

3. 10. 5   Cont r ol  Char t s

**************************************************************************
NOTE:   For  pr oj ect s l ess t han 2000 met r i c t ons t he 
cont r ol  char t  r equi r ement s may be del et ed 

**************************************************************************

For  pr ocess cont r ol ,  est abl i sh and mai nt ai n l i near  cont r ol  char t s on bot h 
i ndi v i dual  sampl es and t he r unni ng aver age of  l ast  f our  sampl es f or  t he 
par amet er s l i s t ed i n Tabl e 8,  as a mi ni mum.   These cont r ol  char t s shal l  be 
post ed as di r ect ed by t he Cont r act i ng Of f i cer  and kept  cur r ent  at  al l  
t i mes.   The cont r ol  char t s shal l  i dent i f y t he pr oj ect  number ,  t he t est  
par amet er  bei ng pl ot t ed,  t he i ndi v i dual  sampl e number s,  t he Act i on and 
Suspensi on Li mi t s l i s t ed i n Tabl e 8 appl i cabl e t o t he t est  par amet er  bei ng 
pl ot t ed,  and t he Cont r act or ' s t est  r esul t s.   Tar get  val ues f r om t he JMF 
shal l  al so be shown on t he cont r ol  char t s as i ndi cat or s of  cent r al  t endency 
f or  t he cumul at i ve per cent  passi ng,  asphal t  cont ent ,  and l abor at or y ai r  
voi ds par amet er s.   When t he t est  r esul t s exceed ei t her  appl i cabl e Act i on 
Li mi t ,  t ake i mmedi at e st eps t o br i ng t he pr ocess back i n cont r ol .   When t he 
t est  r esul t s exceed ei t her  appl i cabl e Suspensi on Li mi t ,  hal t  pr oduct i on 
unt i l  t he pr obl em i s sol ved.   Use t he cont r ol  char t s as par t  of  t he pr ocess 
cont r ol  syst em f or  i dent i f y i ng t r ends so t hat  pot ent i al  pr obl ems can be 
cor r ect ed bef or e t hey occur .   Make deci s i ons concer ni ng mi x modi f i cat i ons 
based on anal ysi s of  t he r esul t s pr ovi ded i n t he cont r ol  char t s.   The 
Qual i t y Cont r ol  Pl an shal l  i ndi cat e t he appr opr i at e act i on t o be t aken t o 
br i ng t he pr ocess i nt o cont r ol  when cer t ai n par amet er s exceed t hei r  Act i on 
Limits.

Tabl e 8.   Act i on and Suspensi on Li mi t s f or  t he Par amet er s t o be Pl ot t ed on
I ndi v i dual  and Runni ng Aver age Cont r ol  Char t s

I ndi v i dual  Sampl es Runni ng Aver age of
Last  Four  Sampl es

Par amet er  t o be Pl ot t ed Action
Limit

Suspension
Limit

Action
Limit

Suspension
Limit

4. 75 mm No.  4 s i eve,  Cumul at i ve 
per cent  passi ng,  devi at i on f or  JMF 
t ar get ;  pl us or  mi nus val ues

6 8 4 5

0. 6 mm No.  30 si eve,  Cumul at i ve 
per cent  passi ng,  devi at i on f or  JMF 
t ar get ;  pl us or  mi nus val ues

4 6 3 4

0. 075 mm No.  200 si eve,  Cumul at i ve 
per cent  passi ng,  devi at i on f or  JMF 
t ar get ;  pl us or  mi nus val ues

1.4 2.0 1.1 1.5

St abi l i t y,  newt ons pounds ( mi ni mum)  ( NA f or  Super pave)

75 Bl ow JMF 80001800 75601700 84401900 80001800

50 Bl ow JMF 44501000 4000900 49001100 44501000

SECTI ON 32 12 16  Page 34



Tabl e 8.   Act i on and Suspensi on Li mi t s f or  t he Par amet er s t o be Pl ot t ed on
I ndi v i dual  and Runni ng Aver age Cont r ol  Char t s

I ndi v i dual  Sampl es Runni ng Aver age of
Last  Four  Sampl es

Par amet er  t o be Pl ot t ed Action
Limit

Suspension
Limit

Action
Limit

Suspension
Limit

Fl ow,  0. 25 mm 0. 01 i nch ( NA f or  Super pave)

75 Bl ow JMF 8 mi n. 7 mi n. 9 mi n. 8 mi n.

16 max. 17 max. 15 max. 16 max.

50 Bl ow JMF 8 mi n. 7 mi n. 9 mi n. 8 mi n.

18 max. 19 max. 17 max. 18 max.

Asphal t  cont ent ,  per cent  devi at i on 
f r om JMF t ar get ;  pl us or  mi nus val ue

0.4 0.5 0.2 0.3

Labor at or y Ai r  Voi ds,  per cent  
devi at i on f r om JMF t ar get  val ue

No speci f i c act i on and suspensi on l i mi t s set  
s i nce t hi s par amet er  i s used t o det er mi ne 
per cent  payment

I n- pl ace Mat  Densi t y,  per cent  of  TMD No speci f i c act i on and suspensi on l i mi t s set  
s i nce t hi s par amet er  i s used t o det er mi ne 
per cent  payment

I n- pl ace Joi nt  Densi t y,  per cent  of  TMD No speci f i c act i on and suspensi on l i mi t s set  
s i nce t hi s par amet er  i s used t o det er mi ne 
per cent  payment

3. 11   MATERI AL ACCEPTANCE

**************************************************************************
NOTE:   As wr i t t en,  t hi s speci f i cat i on r equi r es t he 
Cont r act or  t o hi r e an i ndependent  mat er i al  t est i ng 
l abor at or y t o per f or m t he t est i ng l i s t ed i n t hi s 
Sect i on.   The r esul t s ar e r equi r ed t o be f or war ded 
dai l y t o t he Cont r act i ng Of f i cer  as t he basi s f or  
acceptance.

The pr oj ect  engi neer  may choose t o have addi t i onal  
t est s conduct ed by t he QA t est  agency t o moni t or  
aggr egat e gr adat i on,  asphal t  cont ent ,  Mar shal l  
s t abi l i t y  and f l ow ( NA f or  Super pave) .   These t est s 
woul d ser ve as a check t o t he Cont r act or ' s QC 
t est i ng.   Mar shal l  s t abi l i t y  and f l ow coul d be done 
at  mi ni mal  cost  s i nce t he speci mens have t o be made 
anyway f or  l abor at or y ai r  voi d det er mi nat i on.

For  l ot  s i ze det er mi nat i on,  use a l ot  s i ze t hat  wi l l  
r epr esent  an amount  of  asphal t  pl aced i n one day or  
any hal f  day' s pavement  pr oduct i on,  dependi ng on t he 
ext ent  of  t he pr oj ect .   The l ot  s i ze shoul d not  be 
smal l  enough t o over bur den t he t est i ng l abor at or y 
but  l ar ge enough t o get  a r epr esent at i ve sampl e of  
t he wor k bei ng per f or med.
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**************************************************************************

Test i ng f or  accept abi l i t y  of  wor k wi l l  be per f or med  by an i ndependent  
l abor at or y hi r ed by t he Cont r act or .   For war d t est  r esul t s and payment  
cal cul at i ons dai l y t o t he Cont r act i ng Of f i cer .   Accept ance of  t he pl ant  
pr oduced mi x and i n- pl ace r equi r ement s wi l l  be on a l ot  t o l ot  basi s.   A 
st andar d l ot  f or  al l  r equi r ement s wi l l  be equal  t o [ _____]  [ 2000 met r i c 
2000 shor t  t ons]  [ 8 hour s of  pr oduct i on] .   Wher e appr opr i at e,  adj ust ment  i n 
payment  f or  i ndi v i dual  l ot s of  hot - mi x asphal t  wi l l  be made based on 
i n- pl ace densi t y ,  l abor at or y ai r  voi ds,  gr ade and smoot hness i n accor dance 
wi t h t he f ol l owi ng par agr aphs.   Gr ade and sur f ace smoot hness det er mi nat i ons 
wi l l  be made on t he l ot  as a whol e.   Except i ons or  adj ust ment s t o t hi s wi l l  
be made i n s i t uat i ons wher e t he mi x wi t hi n one l ot  i s  pl aced as par t  of  
bot h t he i nt er medi at e and sur f ace cour ses,  t hus gr ade and smoot hness 
measur ement s f or  t he ent i r e l ot  cannot  be made.   I n or der  t o eval uat e 
l abor at or y ai r  voi ds and i n- pl ace ( f i el d)  densi t y,  each l ot  wi l l  be di v i ded 
i nt o f our  equal  subl ot s.

3. 11. 1   Subl ot  Sampl i ng

One r andom mi xt ur e sampl e f or  det er mi ni ng l abor at or y ai r  voi ds,  t heor et i cal  
maxi mum densi t y,  and f or  any addi t i onal  t est i ng t he Cont r act i ng Of f i cer  
desi r es,  wi l l  be t aken f r om a l oaded t r uck del i ver i ng mi xt ur e t o each 
subl ot ,  or  ot her  appr opr i at e l ocat i on f or  each subl ot .   Al l  sampl es wi l l  be 
sel ect ed r andoml y,  usi ng commonl y r ecogni zed met hods of  assur i ng r andomness 
conf or mi ng t o ASTM D3665 and empl oyi ng t abl es of  r andom number s or  comput er  
pr ogr ams.   Labor at or y ai r  voi ds wi l l  be det er mi ned f r om t hr ee l abor at or y 
compact ed speci mens of  each subl ot  sampl e i n accor dance wi t h ASTM D6926.   
The speci mens wi l l  be compact ed wi t hi n 2 hour s of  t he t i me t he mi xt ur e was 
l oaded i nt o t r ucks at  t he asphal t  pl ant .   Sampl es wi l l  not  be r eheat ed 
pr i or  t o compact i on and i nsul at ed cont ai ner s wi l l  be used as necessar y t o 
mai nt ai n t he t emper at ur e.

3. 11. 2   Addi t i onal  Sampl i ng and Test i ng

The Cont r act i ng Of f i cer  r eser ves t he r i ght  t o di r ect  addi t i onal  sampl es and 
t est s f or  any ar ea whi ch appear s t o devi at e f r om t he speci f i cat i on 
r equi r ement s.   The cost  of  any addi t i onal  t est i ng wi l l  be pai d f or  by t he 
Gover nment .   Test i ng i n t hese ar eas wi l l  be i n addi t i on t o t he l ot  t est i ng,  
and t he r equi r ement s f or  t hese ar eas wi l l  be t he same as t hose f or  a l ot .

3. 11. 3   Grade

**************************************************************************
NOTE:   The gr ade and sur f ace smoot hness r equi r ement s 
speci f i ed bel ow ar e f or  t he f i nal  wear i ng sur f ace 
onl y.   I f  t her e i s a r equi r ement  t o t est  and cont r ol  
t he gr ade and smoot hness f or  t he i nt er medi at e 
cour ses,  i . e. ,  when t he i nt er medi at e cour ses wi l l  be 
exposed t o t r af f i c ,  s l i ght  modi f i cat i ons t o t hi s 
speci f i cat i on wi l l  be r equi r ed.

**************************************************************************

The f i nal  wear i ng sur f ace of  pavement  shal l  conf or m t o t he el evat i ons and 
cr oss sect i ons shown and shal l  var y not  mor e t han 15 mm 0. 05 f oot  f r om t he 
pl an gr ade est abl i shed and appr oved at  s i t e of  wor k.   Fi ni shed sur f aces at  
j unct ur e wi t h ot her  pavement s shal l  coi nci de wi t h f i ni shed sur f aces of  
abut t i ng pavement s.   Devi at i on f r om t he pl an el evat i on wi l l  not  be 
per mi t t ed i n ar eas of  pavement s wher e c l oser  conf or mance wi t h pl anned 
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el evat i on i s r equi r ed f or  t he pr oper  f unct i oni ng of  dr ai nage and ot her  
appur t enant  st r uct ur es i nvol ved.   The gr ade wi l l  be det er mi ned by r unni ng 
l i nes of  l evel s at  i nt er val s of  7. 6 m 25 f eet ,  or  l ess,  l ongi t udi nal l y and 
t r ansver sel y,  t o det er mi ne t he el evat i on of  t he compl et ed pavement  
sur f ace.   Wi t hi n 5 wor ki ng days,  af t er  t he compl et i on of  a par t i cul ar  l ot  
i ncor por at i ng t he f i nal  wear i ng sur f ace,  t est  t he f i nal  wear i ng sur f ace of  
t he pavement  f or  conf or mance wi t h t he speci f i ed pl an gr ade.   Di amond 
gr i ndi ng may be used t o r emove hi gh spot s t o meet  gr ade r equi r ement s.   Ski n 
pat chi ng f or  cor r ect i ng l ow ar eas or  pl ani ng or  mi l l i ng f or  cor r ect i ng hi gh 
ar eas wi l l  not  be per mi t t ed.

3. 11. 4   Sur f ace Smoot hness

**************************************************************************
NOTE:   Edi t  t hese par agr aphs as appr opr i at e t o t he 
pr oj ect .   Speci f y t he pr of i l ogr aph met hod f or  
t est i ng i n t he l ongi t udi nal  di r ect i on f or  r oad 
l engt h exceedi ng 0. 4 km 1/ 4 mi l e.   Speci f y t he 
st r ai ght edge met hod f or  l ongi t udi nal  t est i ng on  
r oad l engt hs l ess t han 0. 4 km 1/ 4 mi l e and f or  al l  
t r ansver se smoot hness t est i ng.   Use st r ai ght edge 
t est i ng i n bot h l ongi t udi nal  and t r ansver se 
di r ect i ons f or  par ki ng l ot s and al l  ot her  r oads and 
f or  r oads wi t h desi gn speeds l ess t han 50 km/ hr  30 
mph.

**************************************************************************

Use one of  t he f ol l owi ng met hods t o t est  and eval uat e sur f ace smoot hness of  
t he pavement .   Per f or m al l  t est i ng i n t he pr esence of  t he Cont r act i ng 
Of f i cer .   Keep det ai l ed not es of  t he r esul t s of  t he t est i ng and f ur ni sh a 
copy t o t he Gover nment  i mmedi at el y af t er  each day' s t est i ng.   [ Use t he 
pr of i l ogr aph met hod f or  al l  l ongi t udi nal  t est i ng,  except  wher e t he r uns 
woul d be l ess t han 60 m 200 f eet  i n l engt h and t he ends wher e t he 
st r ai ght edge wi l l  be used. ]   Wher e dr awi ngs show r equi r ed devi at i ons f r om a 
pl ane sur f ace ( cr owns,  dr ai nage i nl et s,  et c. ) ,  t he sur f ace shal l  be 
f i ni shed t o meet  t he appr oval  of  t he Cont r act i ng Of f i cer .

3. 11. 4. 1   Smoot hness Requi r ement s

3. 11. 4. 1. 1   St r ai ght edge Test i ng

The f i ni shed sur f aces of  t he pavement s shal l  have no abr upt  change of  6 mm 
1/ 4 i nch or  mor e,  and al l  pavement s shal l  be wi t hi n t he t ol er ances of  6 mm 
1/ 4 i nch i n bot h t he l ongi t udi nal  and t r ansver se di r ect i ons,  when t est ed 
wi t h an appr oved 4 m 12 f eet  st r ai ght edge.

3. 11. 4. 1. 2   Pr of i l ogr aph Test i ng

The f i ni shed sur f aces of  t he pavement s shal l  have no abr upt  change of  3 mm 
1/ 8 i nch or  mor e,  and each 0. 1 km 0. 1 mi l e segment  of  each pavement  l ot  
shal l  have a Pr of i l e I ndex not  gr eat er  t han 140 mm/ km 9 i nches/ mi l e when 
t est ed wi t h an appr oved Cal i f or ni a- t ype pr of i l ogr aph.   I f  t he ext ent  of  t he 
pavement  i n ei t her  di r ect i on i s l ess t han 60 m 200 f eet ,  t hat  di r ect i on 
shal l  be t est ed by t he st r ai ght edge met hod and shal l  meet  r equi r ement s 
speci f i ed above.

3. 11. 4. 2   Test i ng Met hod

Af t er  t he f i nal  r ol l i ng,  but  not  l at er  t han 24 hour s af t er  pl acement ,  t est  
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t he sur f ace of  t he pavement  i n each ent i r e l ot  i n such a manner  as t o 
r eveal  al l  sur f ace i r r egul ar i t i es exceedi ng t he t ol er ances speci f i ed 
above.   Separ at e t est i ng of  i ndi v i dual  subl ot s i s  not  r equi r ed.   I f  any 
pavement  ar eas ar e gr ound,  t hese ar eas shal l  be r et est ed i mmedi at el y af t er  
gr i ndi ng.   Test  each l ot  of  t he pavement  i n bot h a l ongi t udi nal  and a 
t r ansver se di r ect i on on par al l el  l i nes.   Set  t he t r ansver se l i nes 4. 5 m 15 
f eet  or  l ess apar t ,  as di r ect ed.   The l ongi t udi nal  l i nes shal l  be at  t he 
cent er l i ne of  each pavi ng l ane f or  l anes l ess t han 6. 1 m 20 f eet  wi de and 
at  t he t hi r d poi nt s f or  l anes 6. 1 m 20 f eet  or  wi der .   Al so t est  ot her  
ar eas havi ng obvi ous devi at i ons.   Longi t udi nal  t est i ng l i nes shal l  be 
cont i nuous acr oss al l  j oi nt s.

3. 11. 4. 2. 1   St r ai ght edge Test i ng

Hol d t he st r ai ght edge i n cont act  wi t h t he sur f ace and move i t  ahead 
one- hal f  t he l engt h of  t he st r ai ght edge f or  each successi ve measur ement .   
Det er mi ne t he amount  of  sur f ace i r r egul ar i t y by pl aci ng t he f r eest andi ng 
( unl evel ed)  st r ai ght edge on t he pavement  sur f ace and al l owi ng i t  t o r est  
upon t he t wo hi ghest  spot s cover ed by i t s  l engt h,  and measur i ng t he maxi mum 
gap bet ween t he st r ai ght edge and t he pavement  sur f ace i n t he ar ea bet ween 
t hese t wo hi gh poi nt s.

3. 11. 4. 2. 2   Pr of i l ogr aph Test i ng

Per f or m pr of i l ogr aph t est i ng usi ng appr oved equi pment  and pr ocedur es 
descr i bed i n CTM 526.   The equi pment  shal l  ut i l i ze el ect r oni c r ecor di ng and 
aut omat i c comput er i zed r educt i on of  dat a t o i ndi cat e " must - gr i nd"  bumps and 
t he Pr of i l e I ndex f or  each 0. 1 km 0. 1 mi l e segment  of  each pavement  l ot .   
Gr ade br eaks on par ki ng l ot s shal l  be accommodat ed by br eaki ng t he pr of i l e 
segment  i nt o shor t er  sect i ons and r eposi t i oni ng t he bl anki ng band on each 
segment .   The " bl anki ng band"  shal l  be 5 mm 0. 2 i nches wi de and t he " bump 
t empl at e"  shal l  span 25 mm 1 i nch wi t h an of f set  of  7. 5 mm 0. 3 i nch.   
Comput e t he Pr of i l e I ndex f or  each pass of  t he pr of i l ogr aph i n each 0. 1 km 
0. 1 mi l e segment .   The Pr of i l e I ndex f or  each segment  shal l  be t he aver age 
of  t he Pr of i l e I ndi ces f or  each pass i n each segment .   The pr of i l ogr aph 
shal l  be oper at ed by a DOT appr oved oper at or .   Fur ni sh a copy of  t he 
r educed t apes t o t he Gover nment  at  t he end of  each day' s t est i ng.

        - -  End of  Sect i on - -
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