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SECTION 31 63 16

AUGER CAST GROUT PILES
11/08

**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  auger  cast  gr out  pi l es.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   Auger  cast  gr out  pi l es ar e not  r ecommended i n 
l ow st r engt h soi l s such as peat  or  soi l s cont ai ni ng 
l ayer s or  f i el ds of  boul der s or  cobbl es.

On t he dr awi ngs,  show:

1.   Subsur f ace- soi l - dat a l ogs

2.   Locat i ons and si ze ( di amet er )  of  pi l es.

3.   Desi gn t i p el evat i on f or  each pi l e i ndi cat ed.

4.   Rei nf or ci ng st eel  det ai l s.

5.   Locat i ons of  t est  pi l es i f  r equi r ed.
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6.   Locat i ons of  soi l  pr obes i f  r equi r ed.
**************************************************************************

1.1   MEASUREMENT AND PAYMENT PROCEDURES

**************************************************************************
NOTE:   Wher e t he basi s f or  bi ddi ng i s based on l ump 
sum pr i ce,  use t he f ol l owi ng par agr aphs.   I f  t he bi d 
i s based on uni t  pr i ce,  use par agr aph UNI T PRI CES.

**************************************************************************

1.1.1   Lump Sum

**************************************************************************
NOTE:   The pi l e di amet er  speci f i ed shoul d be t he 
di amet er  of  t he auger  ( 50 mm2 i nches)  l ar ger  i n 
di amet er  t han t hat  used t o cal cul at e t he st r uct ur al  
capaci t y of  t he pi l e.   The st r uct ur al  capaci t y of  
t he pi l e shoul d be based on an al l owabl e desi gn 
st r ess not  gr eat er  t han 20 per cent  of  t he 28- day 
gr out  st r engt h.

The number  of  auger i ng t est  pi l es woul d depend on 
degr ee of  var i at i ons i n subsoi l  condi t i ons as 
r eveal ed by t est  bor i ngs.   I n gener al ,  a mi ni mum of  
t hr ee auger i ng t est s shoul d be made and possi bl y 
mor e wher e subsur f ace condi t i ons ar e quest i onabl e.   
One t est  pi l e shoul d be l oad t est ed i n each ar ea of  
subst ant i al l y  di f f er ent  subsoi l  condi t i ons,  but  not  
l ess t han one pi l e l oad t est  shoul d be made f or  t he 
project.

The t ot al  t est  l oad woul d be t wi ce t he wor ki ng l oad 
on t he pi l e,  whi ch shoul d not  exceed 36 met r i c t ons 
40 t ons per  pi l e.   Wi t hdr awal  of  auger  and 
exami nat i on of  t he soi l  t o ver i f y t he soi l  pr of i l e 
shoul d be r equi r ed f or  al l  t est  pi l es and f or  10 
per cent  of  t he r emai ni ng pi l es t o suppl ement  t he 
soi l  bor i ng i nf or mat i on.

**************************************************************************

The contract price for piling will be a principal sum based on [_____]  mm 
inch  diameter piles, (including [_____] test piles), having a total 
aggregate length of [_____] linear  m feet  and will include [_____] pile 
load tests having a capacity of [_____]  metric ton  ton  and [_____] auger 
withdrawals.

1.1.1.1   Variations in Pile Quantities

From the results of laboratory tests on soil samples and data obtained as 
a result of placing and loading the test piles specified herein, the 
Contracting Officer will determine and will list "calculated" pile tip 
elevations for all piles.  The Contracting Officer reserves the right to 
increase or decrease the total length of piles to be furnished and 
installed by changing the pile locations or elevations, requiring the 
installation of additional piles, or directing the omission of piles from 
the requirements shown and specified.  Should the total pile length 
installed vary from that specified as the basis for bidding because of 
added or omitted piles or variations in the pile lengths, the principal 
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sum will be adjusted by the amount bid per linear  m foot  for "Additional 
Pile Length" or "Omitted Pile Length".

1.1.1.2   Variations in Pile Load Test Quantities

The Contracting Officer reserves the right to increase or decrease the 
number of pile load tests from that specified for the basis of bidding.  
For changes in the number of load tests required, the contract principal 
sum price will be adjusted by the amount bid for "Each Additional Pile 
Load Test" or "Each Omitted Pile Load Test."

1.1.1.3   Variations in Auger Withdrawal Quantities

Should the number of auger withdrawals be increased above the specified 
contract number at the direction of the Contracting Officer, the contract 
principal sum will be adjusted by the amount bid for "Each Additional 
Auger Withdrawal."

1.1.1.4   Lump Sum Basis of Payment

The Contractor's furnished price shall include all necessary equipment, 
tools, material, labor, and supervision required for installing and 
cutting off the piles (including test piles), for conducting the load 
tests and for auger withdrawals in order to meet the applicable contract 
requirements.  Payment for piles will be on the basis of the lengths of 
the piles measured from cut-off elevations to final tip elevations.  No 
additional payment will be made for withdrawn, damaged, or rejected piles, 
for any portion of a pile remaining above the cut-off elevation, for 
cutting off piles, nor for any cut off lengths of piles.  Payment for load 
tests will be made for each load test satisfactorily performed.  Payment 
for auger withdrawal will be made for each auger withdrawal made at the 
direction of the Contracting Officer.

1.1.2   Unit Prices

1.1.2.1   Piles

The lump sum contract price does not include foundation piles, test piles, 
or the placement thereof; payment for which will be made in accordance 
with these paragraphs.

1.1.2.2   Unit Price Basis of Payment

The Contracting Officer reserves the right to increase or decrease the 
length of piles to be furnished and installed by changing the foundation 
pile locations or elevations, by requiring the installation of additional 
piles, or by requiring omission of piles from the requirements shown and 
specified.  Whether or not such changes are made, the Contractor will be 
paid at the contract unit price per linear  m foot  (including control test 
piles), multiplied by the total linear  m feet  of acceptable piles actually 
installed; provided however, that in the event the Contracting Officer 
requires an increase or decrease in the total length of piles furnished 
and installed, the contract unit price will be adjusted in accordance with 
SPECIAL CONTRACT REQUIREMENTS.

1.1.2.3   Full Compensation

Payment in accordance with paragraph Unit Price Basis of Payment will 
constitute full compensation for furnishing, delivering, handling, and/or 
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installing (as applicable) all material, labor and equipment necessary to 
meet contract requirements applicable to the foundation piles.  The 
Contractor will not be allowed payment for withdrawn, broken, or rejected 
piles nor (except for control test piles) for a portion of any pile 
remaining above the cut-off point.

1.1.2.4   Load Tests

The contract includes [_____] pile load tests.  The Contracting Officer 
reserves the right to increase or decrease the number of pile tests.  
Adjustments in the contract price will be made for such increases or 
decreases in the amounts bid for "Each Additional Pile Load Test" or "Each 
Omitted Pile Load Test."

1.2   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

ASTM INTERNATIONAL (ASTM)

ASTM C31/C31M (2019) Standard Practice for Making and 
Curing Concrete Test Specimens in the Field

ASTM C33/C33M (2018) Standard Specification for Concrete 
Aggregates

ASTM C39/C39M (2018) Standard Test Method for 
Compressive Strength of Cylindrical 
Concrete Specimens

ASTM C109/C109M (2016a) Standard Test Method for 
Compressive Strength of Hydraulic Cement 
Mortars (Using 2-in. or (50-mm) Cube 
Specimens)

ASTM C150/C150M (2018) Standard Specification for Portland 
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Cement

ASTM C618 (2019) Standard Specification for Coal Fly 
Ash and Raw or Calcined Natural Pozzolan 
for Use in Concrete

ASTM C937 (2016) Grout Fluidifier for 
Preplaced-Aggregate Concrete

ASTM C939/C939M (2016a) Standard Test Method for Flow of 
Grout for Preplaced-Aggregate Concrete 
(Flow Cone Method)

ASTM C942 (2010) Compressive Strength of Grouts for 
Preplaced-Aggregate Concrete in the 
Laboratory

ASTM D1143/D1143M (2007; R 2013) Piles Under Static Axial 
Compressive Load

U.S. DEPARTMENT OF DEFENSE (DOD)

UFC 3-301-01 (2019) Structural Engineering

1.3   SYSTEM DESCRIPTION

**************************************************************************
NOTE:   Wor ki ng l oad on t he pi l e shoul d be l i mi t ed t o 
36 met r i c t ons 40 t ons per  pi l e.   Assumi ng 
subsur f ace condi t i ons ar e adequat e,  t he wor ki ng l oad 
on t he pi l e shoul d be l i mi t ed t o about  36 met r i c t ons
 40 t ons per  pi l e f or  300 mm 12 i nch pi l es up t o 
about  73 met r i c t ons 80 t ons per  pi l e f or  450 mm 18 
inch  pi l es.

**************************************************************************

Submit detail drawings to demonstrate compliance of augering, mixing, and 
pumping equipment, installation, and installed piles with contract 
documents.  Include with the drawings erection details and reinforcement 
as specified.  Auger cast grout piles  are formed by the rotation of a 
continuous flight hollow-shaft auger into the ground to the tip elevation 
established by the requirements specified elsewhere in this section.  
Grout is then injected through the auger shaft as the auger is being 
withdrawn in such a way as to exert removing pressure on the withdrawing 
earth-filled auger as well as lateral pressure on the soil surrounding the 
grout-filled pile hole.  Submit evidence to the Contracting Officer that 
the Contractor has been engaged in the successful installation of auger 
cast grout piles for at least [_____] years.

1.3.1   Equipment

The minimum inside diameter of the hollow shaft of the augerflight shall be
 31.8 mm  1-1/4 inches .  Provide grout injection equipment with a grout 
pressure gauge in clear view of the equipment operator.  Rate of grout 
injection and rate of auger withdrawal from the soil shall be so 
coordinated as to maintain at all times a positive pressure on this gauge 
which will, in turn, indicate the existence of a "removing pressure" on 
the bottom of the augerflight.  Magnitude of this pressure and performance 
of other augering and grouting procedures, such as rate of augering, rate 
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of grout injection, and control of grout return around the augerflight, 
are dependent on soil conditions and equipment capability and shall be at 
the option of the Contractor, subject to review by the Contracting 
Officer.  The auger hoisting equipment shall be capable of withdrawing the 
auger smoothly and at a constant rate.

1.3.2   Subsurface Data

**************************************************************************
NOTE:   Thi s par agr aph i s t o be used by agenci es t hat  
show t he soi l  dat a l og on t he dr awi ngs and f or  
agenci es t hat  r et ai n subsur f ace sampl es of  soi l .

Sect i on 00 31 32. 13 Subsur f ace Dr i l l i ng and Sampl i ng 
I nf or mat i on i s not  a UFGS.   CSI  Mast er For mat  
pr escr i bes t hi s sect i on f or  i ncl usi on of  t hi s dat a.

**************************************************************************

Subsurface soil data logs are [as indicated] [appended to the SPECIAL 
CONTRACT REQUIREMENTS] [found in Section 00 31 32.13 Subsurface Drilling 
and Sampling Information].  The subsoil investigation report and samples 
of material taken from subsurface investigations may be examined in the 
[_____].

1.3.3   Grout Pump

Provide a positive displacement grout pump of an approved design.  The 
pump discharge capacity shall be calibrated in strokes per cubic  meter  foot
 or revolutions per cubic  meter  foot  by a method approved by the 
Contracting Officer.  Remove oil or other rust inhibitors from mixing 
drums and pressure grout pumps prior to mixing and pumping.

1.4   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a “ G”  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
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f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

Under  SD- 07,  f r om 3 t o 5 year s exper i ence i n 
i nst al l at i on of  auger  cast  gr out  pi l es shoul d be 
required.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are for [Contractor Quality 
Control approval.][information only.  When used, a designation following 
the "G" designation identifies the office that will review the submittal 
for the Government.]  Submittals with an "S" are for inclusion in the 
Sustainability eNotebook, in conformance to Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-02 Shop Drawings

Auger Cast Grout Piles ; G[, [_____]]

SD-03 Product Data

Test Piles ; G[, [_____]]
Grout Pump
Materials
Grout Specimens for Laboratory Tests
Grout specimens for Contractor Tests
Casings

SD-06 Test Reports

Test Piles
Loading Test
Flow Cone Test

SD-07 Certificates

Auger Cast Grout Piles

SD-11 Closeout Submittals

Records
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PART 2   PRODUCTS

2.1   MATERIALS

2.1.1   Grout

**************************************************************************
NOTE:   I nser t  t he ul t i mat e compr essi ve st r engt h 
r equi r ed by t he desi gn ( 20. 7 MPa 3, 000 psi  minimum).

**************************************************************************

Provide grout consisting of a mixture of portland cement, a pozzolanic 
material when approved, fluidifier, sand, and water proportioned and mixed 
to produce a grout capable of being pumped with an ultimate compressive 
strength of [_____]  MPa psi  at 28 days.  Consistency shall not be less 
than 11 seconds when tested in accordance with paragraph FLOW CONE TEST.  
Other admixtures shall not be used.

2.1.1.1   Portland Cement

Portland cement shall conform to ASTM C150/C150M.

2.1.1.2   Pozzolan

Pozzolan shall be a fly ash or other approved pozzolanic material 
conforming to ASTM C618, Class F.

2.1.1.3   Grout Fluidifier

Grout fluidifier shall conform to ASTM C937, except that expansion shall 
not exceed 4 percent.  The fluidifier shall be a compound possessing 
characteristics which will increase the flowability of the mixture, assist 
in the dispersal of cement grains, and neutralize the setting shrinkage of 
the high-strength cement mortar.

2.1.1.4   Water

Water shall be fresh, clean, and free from sewage, oil, acid, alkali, 
salts, or organic matter.

2.1.1.5   Fine Aggregate

**************************************************************************
NOTE:   To be used as al t er nat e r equi r ement .

**************************************************************************

Fine aggregate shall meet the requirements of ASTM C33/C33M.  The sand 
shall consist of hard, dense, durable, uncoated rock particles and be free 
from injurious amounts of silt, loam, lumps, soft or flaky particles, 
shale, alkali, organic matter, mica, and other deleterious substances.  If 
washed, a washing method shall be used that will not remove desirable 
fines, and the sand shall subsequently be permitted to drain until the 
residual-free moisture is reasonably uniform and stable.  The sand shall 
be well-graded from fine to coarse, with fineness modulus between 1.30 and 
3.40.  The fineness modulus is defined as the total divided by 100 of the 
cumulative percentages retained on U.S. Standard Sieve  1.18, 0.600, 0.300 
and 0.150 mm  Numbers 16, 30, 50, and 100 .
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2.1.1.6   Aggregate

Aggregate shall meet the requirements of ASTM C33/C33M, for fine 
aggregate, except as to grading.  The sand shall consist of hard, dense, 
durable, uncoated rock fragments and shall be free from injurious amounts 
of silt, lumps, loam, soft, or flaky particles, shale, alkali, organic 
matter, mica, and other deleterious substances.  If washed, the method 
shall not remove other desirable fines, and the sand shall be permitted to 
drain until the residual free moisture is reasonably uniform and stable.  
Sand grading shall be reasonably consistent and shall conform to the 
following requirements as delivered to the grout mixer:

U.S. Standard Sieve Number Cumulative Percent by
Weight Passing

Cumulative Percent by
Weight Retained

2.36 mm 8 100 0

1.18 mm 16 95-100 0-5

0.600 mm 30 55-80 20-45

0.300 mm 50 30-55 45-70

0.150 mm 100 10-30 70-90

0.075 mm 200 0-10 90-100

The sand shall have a fineness modulus of not less than 1.30 nor more than 
2.10.  Sand grading shown above may be modified with the approval of the 
Contracting Officer.  Mortar test specimens made with the modified sand 
shall exhibit compressive strength equal to or greater than that exhibited 
by similar specimens made with sand meeting grading and other requirements 
shown above.

2.1.2   Reinforcement

Materials, assembly, and placement of reinforcement shall conform to the 
requirements of Section [ 03 30 00  CAST-IN-PLACE CONCRETE] [_____].

2.1.3   Casings

Submit a description of the materials to be used and the proposed methods 
of operations.  Casings shall be approved [steel] [_____] as soil 
warrants.  Cylinder casings shall be of sufficient strength and rigidity 
to withstand all installation stresses, to prevent distortion caused by 
placing adjacent piles, and to prevent collapse due to soil or hydrostatic 
pressure.

PART 3   EXECUTION

3.1   GROUT VOLUME

The volume of grout per linear  meter  foot  of pile shall be not less than 
the volume of grout per  meter  foot  of test piles.  All volume measurements 
shall be made in the presence of the Contracting Officer's representative.
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3.2   INSTALLATION

Install piles after rough grading at pile locations have been completed.  
The ground surface at each pile location at the time of augering and 
grouting shall be at least  305 mm  12 inches  higher than the required pile 
cutoff elevation, unless a steel casing will be used, and the augered hole 
shall be completely filled with grout.  All materials shall be fed to the 
mixer accurately measured by weight, except water that may be measured by 
volume.  The order of placing the materials shall be as follows:  (1) 
water, (2) fluidifier, and (3) other solids in order of increasing 
particle size.  Time of mixing shall not be less than 1 minute.  [Do not 
proceed with the installation of contract piles within any area of 
substantially different subsoil conditions until a satisfactory load test 
has been performed in that area.]

3.2.1   Casings Placement

Casings shall be approved by the Contracting Officer and shall be left in 
place and filled with grout.  The casing shall be rotated by the auger 
drive unit or weighted or jetted to the required depth.  After the casing 
is in place, the casing and hole shall be cleared of water, sediment, and 
debris prior to pouring the grout.

3.2.2   Drilling

**************************************************************************
NOTE:   Del et e t he sent ence i n br acket s when t est  
pi l es,  l oad t est s,  and soi l  pr obes ar e not  used.

**************************************************************************

Except where auger withdrawal is required or directed by the Contracting 
Officer, each pile hole shall be drilled and filled with grout in an 
uninterrupted operation.  Drill each pile hole to the required tip 
elevation.  [Should the required tip elevation shown on the drawings 
differ from the calculated tip elevation, an adjustment in the contract 
requirements will be made.] Advance the auger at a continuous rate which 
prevents removal of excess soil.  Stop rotation of auger after reaching 
the required pile tip elevation.

3.2.3   Grouting and Auger Removal

At the start of pumping grout, raise the auger from  152 to 300 mm  6 to 12 
inches  and after grout pressure builds up, indicating discharge of grout, 
redrill auger to the required tip elevation, and fill pile hole with grout 
without interruption.  When the auger is withdrawn to check the soil 
profile, it shall be reinserted in the pile hole to the required tip 
elevation and the pile hole then filled with grout without interruption.  
Coordinate rate of grout injection and rate of auger removal from the soil 
in such a manner as to maintain a positive pressure on the grout pressure 
gauge.  The gauge indicates the existence of a removing pressure on the 
bottom of the augerflight.  If the auger jumps upward during withdrawal, 
or if the grouting process is interrupted, or if there is decreased 
grouting pressure, reinsert it to the original tip elevation and decrease 
the rate of withdrawal to prevent further jumping. The auger may rotate 
very slowly during withdrawal.  However, counterclockwise rotation is not 
permitted.
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3.2.4   Pile Butts

Unless a permanent steel casing is provided as specified in paragraph 
entitled "Casings," place a steel sleeve at top of pile to form the pile 
butt.  For pile cutoff above ground surface, the steel sleeve shall extend 
from the pile cutoff elevation to a point not less than  305 mm  one foot  
below the ground surface.  For pile cutoff at or below ground surface, the 
steel sleeve shall extend from the ground surface to a point not less than  
300 mm one foot  below the pile cutoff elevation.  Pump excess grout to 
displace as much potential laitance as possible.  Remove pile butt to 
required cutoff elevation or to sound grout, whichever is lower.

3.2.5   Placement Tolerances

Locate piles where indicated.  The maximum permissible variation of the 
center of each pile from the required location is  50 mm  2 inches  at the 
ground surface.  No pile shall be out of required axial alignment by more 
than 2 percent.  Periodically check the required axial alignment of each 
pile during the drilling operation and after reaching required tip 
elevation with not less than  1.5 m  5 feet  of the augerflight extending 
above ground surface.  Abandon piles which are damaged, mislocated, or out 
of alignment beyond the maximum tolerance and provide additional piles 
where directed.

3.2.6   Cutoff

Removal of pile butts above the indicated cutoff elevation may be 
accomplished by dipping the grout from the pile, while grout is fluid, but 
not less than one hour after installation.  At the option of the 
Contractor, and as approved prior to pile installation, grout may be 
allowed to harden at its initial top elevation and then carefully trimmed 
off to the indicated cutoff elevation with hand operated chipping guns.

3.2.7   Disposal of Excavated Material

Do not leave any piles partially completed overnight.  Completely grout 
and protect piles at the termination of each day's operation.  Dispose of 
excavated material, resulting from augering, [within the area indicated] 
[off Government property] [_____].

3.3   FLOW CONE TEST

The quantity of water used shall produce a grout having a consistency of 
not less than 21 seconds when tested with a flow cone in accordance with 
ASTM C939/C939M.  [The flow cone shall be modified by removal of the  13 mm  
1/2 inch  orifice allowing grout to pass through the  19 mm  3/4 inch  hole in 
bottom of cone.]  Conduct tests at the beginning of grout injection and at 
subsequent intervals to ensure specification requirements are met.

3.4   GROUT SPECIMENS FOR LABORATORY TESTS

**************************************************************************
NOTE:   To be used as al t er nat e r equi r ement .

**************************************************************************

Conduct grout tests in accordance with [ ASTM C109/C109M] [ ASTM C942] in a 
laboratory, approved by the Contracting Officer.  Prepare test specimens 
by pouring grout into  50 by 50 by 50 mm  2 by 2 by 2 inch  cube molds.  Not 
less than 9 cubes shall be cast during each 8-hour shift.  Three cubes 
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shall be tested at 7 days; 3 at 28 days; and 3 at 90 days.

3.5   GROUT SPECIMENS FOR CONTRACTOR TESTS

**************************************************************************
NOTE:   The r equi r ement  of  t hi s par agr aph may be 
wai ved by t hose agenci es t hat  so desi r e.   I nser t  t he 
t ot al  number  of  pi l e hol es r equi r i ng wi t hdr awal  of  
auger  bef or e i nser t i ng t he mor t ar .   Wi t hdr awal  and 
exami nat i on of  t he auger  t o ver i f y soi l  pr of i l e 
shoul d be r equi r ed at  al l  t est  pi l e l ocat i ons and at  
10 per cent  of  t he r emai ni ng pi l e l ocat i ons t o 
suppl ement  t he soi l  bor i ng i nf or mat i on.

**************************************************************************

Conduct grout tests in accordance with ASTM C31/C31M and ASTM C39/C39M.  
Prepare test specimens of grout by pouring grout into  152 by 305 mm  6 by 
12 inch  cylinder molds.  Provide molds with a top cover plate so designed 
as to restrain grout expansion and to permit escape of air and water.  Not 
less than one set of cylinders shall be collected during the placing of 
each group of 15 piles or fraction thereof.  One set shall consist of six 
cylinders of which three cylinders shall be tested in 7 days and three 
cylinders at 28 days.  Any set of cylinders of which one or more cylinders 
test at 10 percent or more below the required strength shall be cause for 
rejection of the pile group.

3.6   TEST PILES

Submit a complete and accurate record of all auger cast grout piles (both 
test piles and production piles), indicating the pile location, diameter, 
length, elevation of tip and top of pile, and the quantity and strength of 
grout material actually pumped in each pile hole.

3.6.1   Placement

**************************************************************************
NOTE:   Speci f y l oad t est s when needed t o conf i r m 
desi gn capaci t i es.   The r equi r ement  f or  per f or mi ng 
l oad t est s woul d depend on t he degr ee of  var i at i ons 
i n subsoi l  condi t i ons.   A mi ni mum of  one t est  pi l e 
shoul d be l oad t est ed i n each ar ea of  subst ant i al l y  
di f f er ent  subsoi l  condi t i ons.   The r equi r ement  of  
per f or mi ng t he l oad t est s under  t he di r ect  
super vi s i on of  a r egi st er ed Pr of essi onal  Engi neer  
may be wai ved at  t he di scr et i on of  t he desi gn agency.

I nser t  t he gr out  st r engt h r equi r ed at  t he t i me t he 
t est  l oad i s appl i ed whi ch coul d be t he speci f i ed 
28- day st r engt h i f  Type I I I  ( hi gh- ear l y st r engt h)  
cement  i s used or  75 per cent  of  t he speci f i ed 28- day 
st r engt h i f  r egul ar  cement  i s used.

**************************************************************************

Provide test piles of the required type placed in the manner specified 
elsewhere in this section for all piling.  The Government will use test 
pile and load test data in addition to test reports on soil samples to 
determine "calculated" pile tip elevations.  Piles immediately adjacent to 
the test pile shall be placed after placing test pile and prior to load 
testing.  Test piles that are located within the tolerances indicated for 
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all piles and provide a safe design capacity as determined by the results 
of a satisfactory load test may be used in the finished work.  Test loads 
shall not be applied to the piles until the grout has obtained a minimum 
strength of [_____]  MPa psi .  Report immediately any unusual conditions 
encountered during pile installation to the Contracting Officer.

3.6.2   Depth

For all test piles, the auger shall be withdrawn after reaching the 
"calculated" tip elevation and before grout is pumped.  The Contracting 
Officer will be present to check the soil conditions and will have the 
right to increase the test pile length if soil conditions warrant.  In 
such cases, the Contracting Officer may require additional auger 
withdrawals after drilling to the lower tip elevation.  Such additional 
auger withdrawals shall be included in the total number of auger 
withdrawals made.  The pile hole shall not be filled with grout until the 
Contracting Officer has approved the final tip elevation.

3.6.3   Loading Test

**************************************************************************
NOTE:   ASTM D1143/ D1143M cont ai ns sever al  
r equi r ement s whi ch woul d not  be consi der ed 
appl i cabl e t o r out i ne pi l e l oad t est i ng.   I t  may be 
advi sabl e t o qual i f y t he r equi r ement  t hat  l oad t est s 
be per f or med i n accor dance wi t h ASTM D1143/ D1143M as 
f ol l ows:   ( 1)  del et e t he r equi r ement  f or  pr et est  
i nf or mat i on;  ( 2)  per mi t  a r ecent  cal i br at i on of  t he 
t est  j ack,  pr essur e gauge,  et c. ,  i nst ead of  
r equi r i ng such cal i br at i on t o be made i mmedi at el y 
pr i or  t o t he t est ;  ( 3)  per mi t  t he use of  t est  j acks 
whi ch ar e not  equi pped wi t h spher i cal  bear i ngs;  ( 4)  
per mi t  t he wedges and not  t he l oads t o be adj ust ed 
so t hey r emai n l oose as set t l ement  occur s;  ( 5)  
per mi t  t he suppor t s f or  beams t o whi ch di al  gauges 
ar e at t ached t o be a mi ni mum di st ance of  1. 5 m 5 f eet
 f r om t he cent er  of  t he t est  pi l e;  ( 6)  speci f i cal l y 
del et e t he opt i onal  r equi r ement  f or  i ncr ement al  
st r ai n measur ement ;  ( 7)  del et e t he r equi r ement  t hat  
t he t est  l oad i s t o be r emoved upon r eachi ng l oads 
of  50 and 100 per cent  of  t he ant i c i pat ed wor ki ng 
l oad;  ( 8)  del et e t he r equi r ement  t hat  t he l oad i s t o 
be r eappl i ed t o 200 per cent  of  t he wor ki ng l oad 
af t er  r emoval  of  t he t est  l oads;  ( 9)  del et e t he 
r equi r ement  t hat  t he pi l e i s t o be t est ed t o 300 
per cent  of  t he ant i c i pat ed wor ki ng l oad.

The r equi r ement  of  per f or mi ng t he l oad t est s under  
t he di r ect  super vi s i on of  a r egi st er ed pr of essi onal  
engi neer  may be wai ved by t hose agenci es as desi r ed.

**************************************************************************

Perform load tests in accordance with ASTM D1143/D1143M , cyclic loading 
method.  The load tests at locations shown or directed shall be made on 
test piles placed to the tip elevation used for establishing lengths of 
piles for bidding, except as otherwise directed by the Contracting 
Officer.  Perform loading, testing, and recording of data under the direct 
supervision of a registered professional engineer.  The analysis of the 
load test data shall be done by the registered professional engineer.  The 
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registered professional engineer will be provided and paid by the 
Government.  The installation of contract piles shall not proceed within 
each area of substantially different subsoil conditions until a 
satisfactory load test has been performed in that area.  Submit results of 
all tests performed.

3.6.4   Acceptance

**************************************************************************
NOTE:   I nser t  t wi ce t he pi l e desi gn wor ki ng l oad.

**************************************************************************

Load test piles to twice the design working load of [_____] tons, unless 
failure occurs first.  The safe design capacity of a test pile, as 
determined from the results of load tests, shall be the lesser of the two 
values computed according to the following:

a.  One-half the load that causes a net settlement after rebound of not 
more than  0.23 mm per metric ton  0.01 inch per ton  of total test load.

b.  One-half the load that causes a gross settlement of not more than  25 mm
 1 inch  provided that the load settlement curve shows no sign of 
failure.

3.6.5   Tolerances

Locate test piles as shown on drawings or as otherwise directed by the 
Contracting Officer.  Install piles from the ground surface existing after 
general excavation work has been completed.  The maximum variation of the 
center of any pile from the required location shall be  50 mm  2 inches  at 
the ground surface, and no pile shall be out of plumb more than 2 
percent.  Piles damaged, mislocated, or out of alignment beyond the 
maximum tolerance shall be abandoned and additional piles shall be placed 
as directed.

3.7   SOIL PROFILE

**************************************************************************
NOTE:   The r equi r ement  of  t hi s par agr aph may be 
wai ved by t hose agenci es ot her  t han NAVFAC t hat  wi sh 
t o do so.   I ndi cat e on t he dr awi ngs pi l e hol es 
r equi r i ng soi l  pr obes.   Soi l  pr obes shoul d be 
r equi r ed at  al l  t est  pi l e l ocat i ons,  and at  10 
per cent  of  t he r emai ni ng pi l e l ocat i ons.

**************************************************************************

At [_____] pile holes, in addition to the test piles, the auger shall be 
withdrawn from the ground before the grout is pumped to check the soil 
profiles.  Drill soil probes within a radius of  6 m  20 feet  of their 
associated test pile.  The Contracting Officer will be present to verify 
the soil condition at the "calculated" pile tip elevation and has the 
right to increase the soil probe length or require additional soil probes, 
if soil conditions warrant.  After soil conditions have been inspected and 
approved by the Contracting Officer, install test pile[s].  Soil probes 
that are located within the tolerances indicated for piles shall be filled 
with grout and may be used in the finished work, if approved by the 
Contracting Officer and if satisfactorily load tested.
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3.8   PROTECTION OF PILES

The sequence of pile installation shall be such that adjacent piles show 
no evidence of disturbance.  This evidence would actually appear as a drop 
in the grout surface.  The load applied to the soil by the drilling 
equipment shall be far enough away from the pile being drilled to avoid 
compressing or shearing of the soil which may in turn displace or 
squeeze-off the grout column.  No piles shall be placed within  1.5 m  5 feet
 of adjacent piles until the grout in the piles has set for 3 days, unless 
otherwise directed by the Contracting Officer.

3.9   SPECIAL INSPECTION AND TESTING FOR SEISMIC-RESISTING SYSTEMS

**************************************************************************
NOTE:   I ncl ude t hi s par agr aph onl y when speci al  
i nspect i on and t est i ng f or  sei smi c- r esi st i ng syst ems 
i s r equi r ed by Appendi x 11A of  ASCE 7.

Thi s par agr aph wi l l  be appl i cabl e t o bot h new 
bui l di ngs desi gned accor di ng t o UFC 3- 301- 01 SEI SMI C 
DESI GN FOR BUI LDI NGS,  and t o exi st i ng bui l di ng 
sei smi c r ehabi l i t at i on desi gns.

The desi gner  must  i ndi cat e on t he dr awi ngs al l  
l ocat i ons and al l  f eat ur es f or  whi ch speci al  
i nspect i on and t est i ng i s r equi r ed i n accor dance 
wi t h UFC 3- 301- 01 and Appendi x 11A of  ASCE 7.   Thi s 
i ncl udes i ndi cat i ng t he l ocat i ons of  al l  s t r uct ur al  
component s and connect i ons r equi r i ng i nspect i on.

Add any addi t i onal  r equi r ement s as necessar y.
**************************************************************************

Perform special inspections and testing for seismic-resisting systems and 
components in accordance with UFC 3-301-01  and Section 01 45 35  SPECIAL 
INSPECTIONS.

3.10   RECORDS

Keep complete and accurate records of all auger cast grout piles.  
Indicate the pile location, diameter, length, elevation of tip and top of 
pile, quantity of grout material actually pumped in each pile hole, and 
the rated load capacity of the pile.  Determine grout quantity by 
recording grout pump displacement or by other approved means.  Record and 
report immediately any unusual conditions encountered during pile 
installation.  Submit specified records upon completion of work.

        -- End of Section --
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