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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  t he i nst al l at i on,  t est i ng,  and 
f or mi ng of  enl ar ged concr et e f oot i ngs and 
cyl i ndr i cal  shaf t s by r ammi ng t he concr et e i nt o 
pl ace under  a speci f i c  ener gy of  i mpact .

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

**************************************************************************
NOTE:   The f ol l owi ng i nf or mat i on shal l  be shown on 
t he pr oj ect  dr awi ngs:

1.   Pl an of  PI F ( s i ngl es and cl ust er s)  and cl ust er  
configurations

2.   Bat t er  pi l e angl e

3.   Saf e desi gn l oads

4.   Locat i on of  t est  PI F,  unl ess opt i on t o al l ow 
di r ect i on by Cont r act i ng Of f i cer  i s sel ect ed.

**************************************************************************
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PART 1   GENERAL

1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.  The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.
 
Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.
 
Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

AMERICAN CONCRETE INSTITUTE (ACI)

ACI 211.3R (2016) Guide for Selecting Proportions for 
No-Slump Concrete

ASTM INTERNATIONAL (ASTM)

ASTM D1143/D1143M (2007; R 2013) Piles Under Static Axial 
Compressive Load

1.2   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G" .   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.    Onl y add a “ G”  t o an i t em,  i f  t he 
submi t t al  i s  suf f i c i ent l y i mpor t ant  or  compl ex i n 
cont ext  of  t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
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desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,   
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are [for Contractor Quality 
Control approval.][for information only.  When used, a designation 
following the "G" designation identifies the office that will review the 
submittal for the Government.]  Submittals with an "S" are for inclusion 
in the Sustainability eNotebook, in conformance to Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-02 Shop Drawings

Steel-shell shaft casings

Reinforcement

Dowels

Fabricated additions and modifications to pressure-injected 
footings (PIF)

SD-06 Test Reports

**************************************************************************
NOTE:   Del et e t hi s par agr aph i f  l oad t est i ng i s not  
required.

**************************************************************************

Load tests

SD-07 Certificates

PIF installation equipment

Load test apparatus

SD-11 Closeout Submittals
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Pressure injected footing records

1.3   DEFINITION

Pressure-injected footings (PIF) shall consist of an expanded base of 
concrete, formed by ramming concrete into place, and a [cased] [uncased] 
[reinforced] concrete shaft to transmit the superstructure load to the 
expanded base.

1.4   [ BASIS OF BID

**************************************************************************
NOTE:   I ncl ude t hi s par agr aph onl y i f  t her e ar e one 
or  mor e t est  pi l es and t hei r  l ocat i ons ar e " t o be 
wher e di r ect ed. "

**************************************************************************

Assume test pile[s] will be directed to be placed in [a] location[s] that 
can be incorporated into the work.

] 1.5   QUALITY ASSURANCE

1.5.1   PIF Installation Equipment

Submit descriptions of proposed PIF installation equipment before 
commencing work.  Include details of the rig, hammer type, and available 
energy.

1.5.2   Load Test Apparatus

**************************************************************************
NOTE:   Del et e t hi s par agr aph i f  l oad t est i ng i s not  
required.

**************************************************************************

Submit equipment description lists or catalog cuts and a brief description 
of the load test procedure, including maximum load and modifications in 
accordance with the procedure required by ASTM D1143/D1143M  before 
commencing tests.

1.5.3   Pressure Injected Footing Records

Maintain daily records and make available to the Contracting Officer at 
all times.  Within 15 days after completion of PIF, furnish to the 
Contracting Officer a complete and accurate record of all PIF installed. 
Records shall include, as a minimum, the following information for each 
PIF:

a.  Reference or identification number

b.  Shaft type and method of reinforcing used

c.  Diameter, length, location, and elevation of finished concrete at top 
of shaft

d.  Elevation of bottom of base

e.  Type and volume of concrete in base
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f.  Number and magnitude of blows required to drive the last  0.14 cubic 
meter  5 cubic feet  of base concrete

g.  Unusual or unexpected conditions encountered during installation

h.  Date of construction drilling, driving, concrete placing, high and low 
temperatures, and weather conditions for each PIF

i.  For PIF closer than nine shaft diameters, elevations at adjacent PIF, 
recorded before and after driving

j.  Sequence of placing PIF in groups.

PART 2   PRODUCTS

2.1   CONCRETE

**************************************************************************
NOTE:   I nser t  t he cor r el at ed sect i on number  and 
t i t l e or  i ncl ude concr et e speci f i cat i on i n t hi s 
sect i on i n t he bl ank bel ow i n t he cor r ect  f or mat  per  
UFC 1- 300- 02.

**************************************************************************

Provide as specified in [_____] except as specified otherwise herein, for 
minimum 28-day concrete compressive strength of [_____]  MPa pounds per 
square inch , using  19 mm  3/4 inch maximum coarse aggregate.  Concrete for 
base [and for uncased shaft] shall have minimum 3-day compressive strength 
of [_____]  MPa pounds per square inch .  [Cased shaft shall have minimum 
3-day compressive strength of [_____]  MPa pounds per square inch .]  The 
expanded base shall be made of zero-slump concrete.  Use [zero-slump 
concrete for uncased shaft]  [75 mm]  [3 inch]  [slump concrete for cased or 
uncased shaft]  [100 to 150 mm]  [4 to 6 inch]  [slump concrete for cased 
shaft]. Zero-slump concrete shall be developed by reducing water in 
regular-mix concrete in accordance with ACI 211.3R .

2.2   REINFORCEMENT

**************************************************************************
NOTE:   I nser t  t he cor r el at ed sect i on number  and 
t i t l e i n par agr aph ent i t l ed " REI NFORCEMENT"  or  
i ncl ude r ei nf or cement  speci f i cat i on i n t hi s sect i on,  
i n bl ank bel ow i n pr oper  f or mat  per  UFC 1- 300- 02.   
Shaf t s ar e r ei nf or ced onl y when t he shaf t  i s  
r equi r ed t o wi t hst and t ensi on,  moment ,  or  shear .   
Shaf t  r ei nf or cement  may al so be r equi r ed f or  
compr essi on or  l at er al  l oads f or  bat t er ed shaf t s.

**************************************************************************

Provide as specified in [_____.]

2.3   CASINGS

**************************************************************************
NOTE:   Del et e par agr aph ent i t l ed " Uncased Shaf t "  i f  
onl y cased shaf t s ar e used.   Del et e par agr aph 
ent i t l ed " Casi ngs"  and par agr aph ent i t l ed " Cased 
Shaf t "  i f  onl y uncased shaf t s ar e used.   Do not  use 
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uncased shaf t s i n sof t  c l ay or  s i l t  soi l s unl ess:

1.   Adj acent  PI F ar e i nst al l ed i n pr evi ousl y bor ed 
hol es equal  t o t he i nsi de di amet er  of  t he dr i v i ng 
t ubes,  or

2.   PI F ar e l ocat ed mor e t han 2. 7 m 9 f eet apart.
**************************************************************************

Provide permanent steel casing of sufficient thickness, strength, and 
rigidity to prevent deformation, collapse, or distortion caused by driving 
adjacent PIF or by soil or hydrostatic pressure.  Casings shall be 
watertight.

PART 3   EXECUTION

3.1   INSTALLATION

3.1.1   General Requirements

Design of the PIF is based upon assumed subsurface elevations to which the 
PIF shall penetrate at various locations and total energy required to 
drive them.  [Based upon results of PIF test loadings, the Contracting 
Officer will specify the actual elevation to which PIF shall penetrate and 
the total energy to be applied to drive the last  0.14 cubic meter  5 cubic 
feet  of concrete into the base.]

3.1.2   Placement

Do not place PIF until earthwork has been graded to elevation indicated. 
[Do not place permanent PIF until load test[s] [have] [has] been 
successfully completed.]  Modifications to pressure-injected footings (PIF)
 shall be approved by the Contracting Officer prior to placement.

3.1.3   Placement Tolerance

Placement tolerance shall be a maximum  38 mm  1.5 inches  from plan location 
for single PIF and  75 mm  3 inches  from plan location for PIF in clusters.  
Except for batter installations, PIF shall be a maximum two percent out of 
plumb.  Batter installations shall be within five percent of the indicated 
required angle.  The required angle shall not exceed  0.44 rad  25 degrees  
from the vertical.

3.1.4   PIF Damaged, Mislocated, or Out of Alignment

**************************************************************************
NOTE:   For  PI F i nst al l ed beyond t ol er ance,  det er mi ne 
act ual  l oad t o be suppor t ed.   Rej ect  PI F unl ess 
det er mi nat i on shows t hat  over l oadi ng does not  exceed 
10 per cent  wher e no l oad t est  has been conduct ed,  or  
20 per cent  when l oad t est  has been conduct ed,  
pr ovi di ng t hat  mat er i al s ar e not  st r essed beyond 
al l owabl e l i mi t s.

**************************************************************************

Abandon PIF damaged, mislocated, or out of alignment beyond maximum 
tolerance and place additional PIF where directed.
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3.2   BASE

**************************************************************************
NOTE:   Use dr i ve t ubes f r om 508 t o 610 mm 20 t o 24 
inches  i n di amet er  f or  l oads 72. 6 met r i c t ons 80 t ons
 and gr eat er  wi t h ener gy of  189, 840 J 140, 000 
foot-pounds  or  use dr i ve t ubes f r om 305 t o 406 mm 12 
t o 16 i nches i n di amet er  f or  l oads l ess t han 72. 6 
met r i c t ons 80 t ons wi t h ener gy of  67, 800 t o 135, 600 
J 50, 000 t o 100, 000 f oot - pounds.

**************************************************************************

Charge steel drive tube of  [[_____] mm  [_____] inch]  [appropriate] 
diameter with a plug of  0.14 cubic meter  5 cubic feet  of concrete or 
gravel and force into ground by drop hammer blows on plug at bottom inside 
of the steel tube.  Pre-bore or jet to assist driving if appropriate.  
Drive tube to predetermined depth of granular soil stratum suitable for 
forming expanded base.  At this depth, expel plug while preventing further 
penetration of the tube, with sufficient seal maintained to prevent entry 
of water or soil.  During injection of concrete, level of concrete in tube 
shall be  152 mm  6 inches  above bottom of tube.  [Alternatively, drive tube 
may be driven into ground with mechanical hammer striking top of drive 
tube.  In this case, close bottom of drive tube with steel plate which 
shall later be driven off during forming of base.]

3.3   PIF BEARING CAPACITY

**************************************************************************
NOTE:   PI F bear i ng capaci t y shal l  be comput ed per  
f or mul a.   I n absence of  a l oad t est ,  use K- val ue 
f r om t abl e bel ow:   ( K- val ues and Bear i ng Capaci t y 
For mul a f r om " Dynami c For mul a f or  PI F"  by Reymond L.  
Nor l und,  Pr oceedi ngs of  t he Amer i can Soci et y of  
Ci v i l  Engi neer s,  Vol .  108,  Mar ch 1982. )

Recommended K- Val ues

Recommended K wi t h Compact ed 
            
                        
            

Recommended K 
Concr et e Shaf t

wi t h Cased 
Shafts

Gravel 9 12

Medi um t o coar se sand 11 14

Fi ne t o medi um sand 14 18

Coar se sand 18 23

Medi um sand 22 28

Fi ne sand 27 35

Ver y f i ne sand 32 40

Si l t y medi um t o coar se sand 14 18
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Recommended K- Val ues

Recommended K wi t h Compact ed 
            
                        
            

Recommended K 
Concr et e Shaf t

wi t h Cased 
Shafts

Si l t y f i ne t o medi um sand 17 22

Si l t y f i ne sand 24 30

Resi dual  soi l  common t o 
Sout heast  U. S.

600 di vi ded by 
N ( but  K l ess 
18)

1800 di vi ded 
by N ( but  K 
l ess 50)

 Fi ne sand wi t h " l i mer ock"  
f r agment s and/ or  shel l s

18 25

Gl aci al  t i l l ,  gr anul ar  mat r i x 20 27

Gl aci al  t i l l ,  c l ay mat r i x 30 40

N  = number  of  bl ows f r om St andar d Penet r at i on Test

**************************************************************************

Determine safe bearing capacity by ramming zero-slump concrete, in batches 
of  0.14 mm  5 cubic feet , into granular soil stratum by drop hammer in 
accordance with the following formula:

L = B x W x H x V2/3
K

where   L =  Safe bearing capacity of PIF in  metric tons  tons

B = Average number of blows of hammer required to inject  one cubic 
meter  one cubic foot  of concrete in expanded base, during 
injection of the last batch

W = Weight of drop hammer in  metric tons  tons

H = Height of fall of drop hammer in  meters  feet

V = Total volume of concrete in expanded base measured in  cubic meters  
cubic feet , and

K = [Constant determined from the load test] [_____]

3.4   SHAFTS

3.4.1   Uncased Shaft

**************************************************************************
NOTE:   Del et e par agr aph ent i t l ed " Uncased Shaf t "  i f  
onl y cased shaf t s ar e used.   Del et e par agr aph 
ent i t l ed " Casi ngs"  and par agr aph ent i t l ed " Cased 
Shaf t "  i f  onl y uncased shaf t s ar e used.   Do not  use 
uncased shaf t s i n sof t  c l ay or  s i l t  soi l s unl ess:
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1.   Adj acent  PI F ar e i nst al l ed i n pr evi ousl y bor ed 
hol es equal  t o t he i nsi de di amet er  of  t he dr i v i ng 
t ubes,  or

2.   PI F ar e l ocat ed mor e t han 2. 7 m 9 f eet apart.
**************************************************************************

Ensure continuous and complete contact between concrete shaft and 
surrounding soil.  Form shaft by compacting charges of zero-slump concrete 
with hammer blows of  20,300 to 27,100 J  15,000 to 20,000 foot-pounds  of 
energy and withdraw drive tube in not more than  600 mm  2 foot  increments.  
Concrete level inside drive tube shall be higher than bottom of tube at 
all times.  Alternatively, when shaft is reinforced full length, fill 
drive-tube with  150 to 200 mm  6 to 8 inches  of high-slump concrete and 
withdraw tube, recharging concrete as needed to ensure that final level is 
at or above cut-off elevation.

3.4.2   Cased Shaft

**************************************************************************
NOTE:   Del et e par agr aph ent i t l ed " Uncased Shaf t "  i f  
onl y cased shaf t s ar e used.   Del et e par agr aph 
ent i t l ed " Casi ngs"  and par agr aph ent i t l ed " Cased 
Shaf t "  i f  onl y uncased shaf t s ar e used.   Do not  use 
uncased shaf t s i n sof t  c l ay or  s i l t  soi l s unl ess:

1.   Adj acent  PI F ar e i nst al l ed i n pr evi ousl y bor ed 
hol es equal  t o t he i nsi de di amet er  of  t he dr i v i ng 
t ubes,  or

2.   PI F ar e l ocat ed mor e t han 2. 7 m 9 f eet apart.
**************************************************************************

**************************************************************************
NOTE:   Wher e soi l  condi t i ons i ndi cat e t hat  i t  may be 
i mpr act i cal  or  di f f i cul t  t o f i l l  t he annul ar  space 
bet ween t he shaf t  and t he soi l  ar ound a s i ngl e 
casi ng,  shaf t  shal l  be suppor t ed l at er al l y or  PI F 
shal l  be r ei nf or ced.   Wher e a s i ngl e PI F i s used as 
a f oundat i on and t he shaf t  i s  cased,  shaf t  shal l  be 
suppor t ed at  t he t op i n at  l east  t wo di r ect i ons,  
per pendi cul ar  t o each ot her .   Wher e t wo PI F ar e used 
i n a gr oup and t hei r  shaf t s ar e cased,  t he gr oups 
shal l  be suppor t ed l at er al l y at  t he t op i n a 
di r ect i on per pendi cul ar  t o a l i ne dr awn bet ween 
cent er s of  t he f oot i ngs.   I nser t  mi ni mum nomi nal  
di amet er  of  casi ngs.

**************************************************************************

Concrete shaft shall be cased in a permanent steel casing formed by 
inserting a steel casing with a minimum diameter of [_____]  mm inches  into 
drive tube and embedding in expanded base as required to exclude water or 
other foreign material.  Withdraw drive tube and fill steel casing with  75 
mm 3 inch  slump concrete to cut-off elevation but not until after all PIF 
within a  2.7 m  9 foot  radius have been installed.  Place concrete in 
continuous flow from bottom to top of shaft, and do not drop through 
water. Fill spaces between steel casing and surrounding soil with sand by 
a process of washing sand as the drive tube is withdrawn.  Allow shaft to 
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cure 24 hours minimum before constructing additional PIF within a  2.7 m  9 
foot  radius.  Remove mud, water, and other foreign matter before filling 
casing with concrete.  Extract and discard distorted, bent, or damaged 
casings and drive new casings.

3.5   REINFORCEMENT

**************************************************************************
NOTE:   I nser t  t he cor r el at ed sect i on number  and 
t i t l e i n par agr aph ent i t l ed " REI NFORCEMENT"  or  
i ncl ude r ei nf or cement  speci f i cat i on i n t hi s 
sect i on.   Shaf t s ar e r ei nf or ced onl y when t he shaf t  
i s  r equi r ed t o wi t hst and t ensi on,  moment ,  or  shear .   
Shaf t  r ei nf or cement  may al so be r equi r ed f or  
compr essi on or  l at er al  l oads f or  bat t er ed shaf t s.

**************************************************************************

Assemble, securely tie together, and place in shaft as a unit.  Use 
spacers to center reinforcement in the shaft and maintain alignment.  
[Reinforce full length of battered shafts and uncased shafts to resist 
uplift force.] Connect shaft to superstructure with reinforcement as 
indicated.  Provide necessary dowels .

3.6   TEST PIF

**************************************************************************
NOTE:   Del et e t hese par agr aphs i f  l oad t est i ng i s 
not  r equi r ed.

**************************************************************************

3.6.1   Load Tests

**************************************************************************
NOTE:   The r equi r ement  of  per f or mi ng t he l oad t est  
under  t he di r ect  super vi s i on of  a r egi st er ed 
pr of essi onal  engi neer  may be wai ved at  t he 
di scr et i on of  t he desi gn agency.

**************************************************************************

ASTM D1143/D1143M , [measurement method as recommended by the Contractor]; 
provide [one] [_____] test PIF[s] conforming to requirements for permanent 
PIF at location[s] [indicated] [directed by the Contracting Officer].  
Place test PIF in same manner specified for permanent PIF.  Test PIF 
indicated or directed to be placed in permanent locations may be 
incorporated into the final work if load testing is satisfactory.  Perform 
tests and recording of data under the direct supervision of a registered 
Professional Engineer provided by the [Government] [Contractor].  [Dial 
gauges and measurements of deflection or settlement [will] [shall] be the 
responsibility of the [Contracting Officer] [Contractor].]

3.6.2   Test Measurements

Maintain ultimate test load for a minimum of 24 hours before releasing. 
Determine safe bearing capacity of test PIF from results of load test as 
approved by the Contracting Officer.  [Safe bearing capacity shall be the 
lesser of two values computed as follows:  (a) one-half the load at which 
the load vs. total settlement curve exhibits a slope of  1.3 mm per 907 kg  
0.05 inches per ton  of test load; or (b) one-half the load that causes net 
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settlement after rebound of not more than  25.4 mm  one inch .]  

3.7   INSPECTION AND SAFETY

PIF [and casings for cased shaft] will be inspected by the Contracting 
Officer.  [Provide sufficient light and access for proper inspection of 
full length of casings.]  Provide safety requirements and access equipment 
required for proper inspection.  [Casing shall be inspected and approved 
prior to installing shaft.]

        -- End of Section --
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