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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  a dr ai nage l ayer  under  r oads,  
st r eet s and ai r f i el d pavement s.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

1.1   UNIT PRICES

**************************************************************************
NOTE:   Thi s par agr aph wi l l  be del et ed when t he wor k 
i s cover ed by a l ump- sum cont r act  pr i ce.

**************************************************************************

1.1.1   Measurement

Deductions will be made for any material wasted, unused, rejected, or used 
for the convenience of the Contractor.
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1.1.1.1   Aggregate Drainage Layer Material

Measure the quantity of aggregate drainage layer material, completed and 
accepted, as determined by the Contracting Officer, in [square][cubic]  
meters  yards .  [Determine the volume of aggregate drainage layer material, 
in place and accepted, by the average job thickness obtained in accordance 
with paragraph THICKNESS CONTROL and the dimensions indicated.]

1.1.1.2   Bituminous or Cement Stabilized Drainage Layer

Measure the quantity of bituminous or cement stabilized drainage layer 
material, completed and accepted, in  metric  2000 pound  tons, excluding the 
weight of the asphalt or portland cement used in the mix.

1.1.1.3   Bituminous Material

Measure the quantity of asphalt cement, used in the bituminous stabilized 
mix, by the number of  liters  gallons  of material used in the accepted work 
corrected to  liters at 16 degrees C  gallons at 60 degrees F  in accordance 
with ASTM D1250.

1.1.1.4   Cementitious Material

Measure the quantity of portland cement, used in the cement stabilized 
mix, by the number of  50 kilogram  short hundred-weight (cwt)  units of 
cement used in the accepted work.

1.1.2   Payment

The quantities of drainage layer aggregates and bituminous or cementitious  
materials, as specified above, will be paid for at the contract unit 
prices, which will constitute full compensation for the construction and 
completion of the drainage layer, including the test section, and the 
furnishing of all other necessary labor and incidentals.

1.1.3   Waybills and Delivery Tickets

Submit copies of waybills and delivery tickets during the progress of the 
work.  Before the final payment is allowed, file certified waybills and 
certified delivery tickets for all aggregates , bituminous, and cementitious
 materials actually used.

1.2   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a RI D out si de of  t he Sect i on' s 
Ref er ence Ar t i c l e t o aut omat i cal l y pl ace t he 
r ef er ence i n t he Ref er ence Ar t i c l e.   Al so use t he 
Ref er ence Wi zar d' s Check Ref er ence f eat ur e t o updat e 
t he i ssue dat es.
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Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

AMERICAN ASSOCIATION OF STATE HIGHWAY AND TRANSPORTATION OFFICIALS 
(AASHTO)

AASHTO M 320 (2017) Standard Specification for 
Performance-Graded Asphalt Binder

AASHTO T 102 (2009; R 2013) Standard Method of Test for 
Spot Test of Asphaltic Materials

ASTM INTERNATIONAL (ASTM)

ASTM C29/C29M (2017a) Standard Test Method for Bulk 
Density ("Unit Weight") and Voids in 
Aggregate

ASTM C88 (2018) Standard Test Method for Soundness 
of Aggregates by Use of Sodium Sulfate or 
Magnesium Sulfate

ASTM C117 (2017) Standard Test Method for Materials 
Finer than 75-um (No. 200) Sieve in 
Mineral Aggregates by Washing

ASTM C131/C131M (2020) Standard Test Method for Resistance 
to Degradation of Small-Size Coarse 
Aggregate by Abrasion and Impact in the 
Los Angeles Machine

ASTM C136/C136M (2019) Standard Test Method for Sieve 
Analysis of Fine and Coarse Aggregates

ASTM C150/C150M (2021) Standard Specification for Portland 
Cement

ASTM C595/C595M (2021) Standard Specification for Blended 
Hydraulic Cements

ASTM D75/D75M (2019) Standard Practice for Sampling 
Aggregates

ASTM D140/D140M (2016) Standard Practice for Sampling 
Asphalt Materials

ASTM D946/D946M (2020) Standard Specification for 
Penetration-Graded Asphalt Cement for Use 
in Pavement Construction

ASTM D1250 (2019; E 2020) Standard Guide for Use of 
the Joint API and ASTM Adjunct for 
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Temperature and Pressure Volume Correction 
Factors for Generalized Crude Oils, 
Refined Products, and Lubricating Oils:  
API MPMS Chapter 11.1

ASTM D2172/D2172M (2017; E 2018) Standard Test Methods for 
Quantitative Extraction of Asphalt Binder 
from Asphalt Mixtures

ASTM D2487 (2017; E 2020) Standard Practice for 
Classification of Soils for Engineering 
Purposes (Unified Soil Classification 
System)

ASTM D3381/D3381M (2018) Standard Specification for 
Viscosity-Graded Asphalt Binder for Use in 
Pavement Construction

ASTM D4791 (2019) Flat Particles, Elongated 
Particles, or Flat and Elongated Particles 
in Coarse Aggregate

ASTM D6307 (2019) Standard Test Method for Asphalt 
Content of Asphalt Mixture by Ignition 
Method

ASTM D6938 (2017a) Standard Test Method for In-Place 
Density and Water Content of Soil and 
Soil-Aggregate by Nuclear Methods (Shallow 
Depth)

ASTM E11 (2020) Standard Specification for Woven 
Wire Test Sieve Cloth and Test Sieves

1.3   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t ,  and cor r espondi ng submi t t al  
i t ems i n t he t ext ,  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .   The Gui de Speci f i cat i on 
t echni cal  edi t or s have cl assi f i ed t hose i t ems t hat  
r equi r e Gover nment  appr oval ,  due t o t hei r  compl exi t y 
or  cr i t i cal i t y,  wi t h a " G. "   Gener al l y,  ot her  
submi t t al  i t ems can be r evi ewed by t he Cont r act or ' s 
Qual i t y Cont r ol  Syst em.   Onl y add a “ G”  t o an i t em,  
i f  t he submi t t al  i s  suf f i c i ent l y i mpor t ant  or  
compl ex i n cont ext  of  t he pr oj ect .

For  Ar my pr oj ect s,  f i l l  i n t he empt y br acket s 
f ol l owi ng t he " G"  c l assi f i cat i on,  wi t h a code of  up 
t o t hr ee char act er s t o i ndi cat e t he appr ovi ng 
aut hor i t y.   Codes f or  Ar my pr oj ect s usi ng t he 
Resi dent  Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
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f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  c l assi f i cat i on i ndi cat es submi t t al s r equi r ed 
as pr oof  of  compl i ance f or  sust ai nabi l i t y  Gui di ng 
Pr i nci pl es Val i dat i on or  Thi r d Par t y Cer t i f i cat i on 
and as descr i bed i n Sect i on 01 33 00 SUBMI TTAL 
PROCEDURES.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" or "S" 
classification.  Submittals not having a "G" or "S" classification are 
[for Contractor Quality Control approval.][for information only.  When 
used, a code following the "G" classification identifies the office that 
will review the submittal for the Government.]  Submit the following in 
accordance with Section 01 33 00  SUBMITTAL PROCEDURES:

SD-03 Product Data

Plants, Equipment, and Tools ; G[, [_____]]

Waybills and Delivery Tickets

SD-06 Test Reports

Initial Tests ; G[, [____]]

In-Place Tests ; G[ , [_____] ]

Test Section Construction Report

1.4   EQUIPMENT, TOOLS, AND MACHINES

**************************************************************************
NOTE:   The Desi gner  wi l l  sel ect  t he appr opr i at e 
dr ai nage l ayer  mat er i al s,  del et e t he ot her  
subpar agr aphs,  and edi t  t he speci f i cat i on 
accor di ngl y.   The i nt ent  i s t o al l ow t he Cont r act or  
al l  possi bl e mat er i al  opt i ons.

**************************************************************************

Build a drainage layer under the pavements, as indicated on drawings, 
consisting of Rapid Draining Material (RDM) Open Graded Material (OGM) 
stabilized with cement or bituminous .

1.4.1   Equipment

**************************************************************************
NOTE:   I f  desi r abl e,  i ncl ude r equi r ement s f or  
speci f i c  t ypes of  equi pment  appl i cabl e t o met hods of  
const r uct i on based on l ocal  condi t i ons.

**************************************************************************

All plants, equipment, and tools  used in the performance of the work will 
be subject to approval before the work is started. Maintain all plant, 
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equipment, and tools in satisfactory working condition at all times.

1.4.2   Placement Equipment

Use an asphalt paving machine to place drainage layer material.  Alternate 
methods may be used if it can be demonstrated in the test section that 
these methods obtain the specified results.

1.4.3   Compaction Equipment

Use a dual or single smooth 10  metric-  2000 lb-  tons (min.) vibratory drum 
roller, which provides a maximum compactive effort without crushing the 
drainage layer aggregate, to compact drainage layer material.

1.4.4   Bituminous Mixing Plant

Provide a bituminous mixing plant that is an automatic or semiautomatic 
controlled, commercially manufactured unit capable of producing a 
bituminous stabilized aggregate mixture consistent with the job-mix 
formula (JMF).

1.4.5   Cementitious Mixing Plant

Provide a cementitious mixing plant that is an automatic or semiautomatic 
controlled, commercially manufactured unit capable of producing a cement 
stabilized aggregate mixture consistent with the job mix formula 
determined by the Government.  Dry mix aggregate and cement sufficiently 
to prevent cement balls from forming when water is added.

1.5   QUALITY ASSURANCE

Sampling and testing are the responsibility of the Contractor.  Performed 
sampling and testing using a laboratory approved in accordance with 
Section 01 45 00.00 10 01 45 00.00 20 01 45 00.00 40  QUALITY CONTROL.  Work 
requiring testing will not be permitted until the testing laboratory has 
been inspected and approved.  Test the materials to establish compliance 
with the specified requirements and perform testing at the specified 
frequency.  The Contracting Officer may specify the time and location of 
the tests.  Furnish copies of test results to the Contracting Officer 
within 24 hours of completion of the tests.

1.5.1   Sampling

Take aggregate samples in accordance with ASTM D75/D75M.   Take bituminous 
samples in accordance with ASTM D140/D140M.  Take bituminous or cement 
stabilized mixture samples using methods approved by the Contracting 
Officer.

1.5.2   Tests

1.5.2.1   Sieve Analyses

Perform sieve analyses in accordance with ASTM C117 and ASTM C136/C136M 
using sieves conforming to ASTM E11.

1.5.2.2   Field Density Tests

**************************************************************************
NOTE:   Nucl ear  gauge densi t y t est i ng may not  be 
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accur at e f or  gr adat i ons of  RDM wi t h a smal l  
per cent age of  f i nes.   The t est i ng may st i l l  i ndi cat e 
segr egat i on or  consi st ency i n pl acement  of  t he 
material.

**************************************************************************

Perform field density tests for RDM drainage layers in accordance with 
ASTM D6938 by Direct Transmission Method for the full depth of the lift, 
use ASTM D6938 to determine the moisture content of the aggregate drainage 
layer material.  Check the calibration curves furnished with the moisture 
gauges along with density calibration checks as described in ASTM D6938.  
Make the calibration checks of both the density and moisture gauges using 
the prepared containers of material method, as described in paragraph 
"Calibration" of ASTM D6938, on each different type of material being 
tested at the beginning of a job and at intervals as directed by the 
Contracting Officer.  Submit copies of field test results within [24] 
[____] hours after the tests are performed.

1.5.2.3   Soundness Test

Perform soundness tests in accordance with ASTM C88.

1.5.2.4   Wear Test

Perform wear tests in conformance with ASTM C131/C131M.

1.5.2.5   Flat or Elongated Particles Tests

Perform flat and/or elongated particles tests in accordance with ASTM D4791.

1.5.2.6   Fractured Faces Tests

When aggregates are supplied from crushed gravel, use approved test 
methods to ensure the aggregate meets the requirements for fractured faces 
in paragraph AGGREGATES.

1.5.2.7   Bitumen Content

Perform bitumen extraction tests in accordance with ASTM D2172/D2172M  or 
ignition tests in accordance with ASTM D6307.

1.5.3   Testing Frequency

1.5.3.1   Initial Tests

Perform one of each of the following tests on the proposed material, prior 
to commencing construction, to demonstrate that the proposed material 
meets all specified requirements when furnished.  If materials from more 
than one source are going to be utilized, complete the following tests for 
each source.

a.  Sieve Analysis.

b.  Flat and/or elongated particles.

c.  Fractured Faces.

d.  Wear.
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e.  Soundness.

1.5.3.2   In-Place Tests

a.  Aggregate Layer.  Perform field density and moisture content 
tests at a rate of at least one test for every [2000] [_____] square  meters
 yards  of completed area and not less than one test for each day's 
production.   Perform sieve analyses at a rate of at least one test for 
every [6000] [_____] square  meters  yards  of completed area.  Perform 
soundness tests, wear tests, fractured faces tests and flat and/or 
elongated particles tests at the rate of one test for every 12,000  square 
meters  square yards  of production.

b.  Stabilized Layer.  Perform sieve analyses on aggregates prior 
to addition of asphalt or portland cement, at a rate of at least one test 
for every [6000 ] [_____] square  meters  yards  of completed area and not 
less than one test for each days production.  Make extraction tests on 
bituminous stabilized material at the same frequency.  Perform soundness 
tests, Los Angeles abrasion tests, fractured faces tests, and flat and/or 
elongated particles tests at the rate of one test for every 12,000 square  
meters  yards  of production.

1.5.4   Approval of Materials

Submit material sources and material test results prior to field use.

1.5.4.1   Aggregate

Select the aggregate source at least [60] [_____] days prior to field use 
in the test section.  Tentative approval of the source will be based on 
certified test results to verify that materials proposed for use meet the 
contract requirements.  Final approval of both the source and the material 
will be based on test section performance and tests for gradation, 
soundness, wear, flat and/or elongated particles tests and fractured faces 
tests.  For aggregate drainage layer materials, perform these tests on 
samples taken from the completed and compacted drainage layer course 
within the test section.  For bituminous or cement stabilized drainage 
layer material, perform these tests on aggregate samples taken prior to 
addition of bituminous or cementitious material and subsequent placement 
in the test section.

1.5.4.2   Bituminous or Cementitious Materials

Submit bituminous or cementitious sources and certified material test 
results for approval not less than [60] [_____] days prior to field use in 
the test section.

1.6   ENVIRONMENTAL REQUIREMENTS

Place drainage layer material when the atmospheric temperature is above  2 
degrees C  35 degrees F .  Correct areas of completed drainage layer or 
underlying courses that are damaged by freezing, rainfall, or other 
weather conditions or by contamination from sediments, dust, dirt, or 
foreign material to meet specified requirements.
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PART 2   PRODUCTS

2.1   GOVERNMENT APPROVAL

Asphalt or cement stabilized material will require Government notification 
and delivery of approved materials in accordance with paragraph BITUMINOUS 
OR CEMENT STABILIZED JOB-MIX FORMULA.

2.2   AGGREGATES

Provide aggregates consisting of clean, sound, hard, durable, angular 
particles of crushed stone, crushed slag, or crushed gravel which meet the 
specification requirements.  Slag must be an air-cooled, blast-furnace 
product having a dry weight of not less than  1040 kg per cubic meter  65 pcf
 determined by ASTM C29/C29M.  Provide aggregates free of silt and clay as 
defined by ASTM D2487, vegetable matter, and other objectionable materials 
or coatings.

2.2.1   Aggregate Quality

**************************************************************************
NOTE:   A per cent age of  l oss on abr asi on of  40 wi l l  
be used except  t hat  a val ue up t o 50 per cent  may be 
used wher e exper i ence wi t h l ocal  mat er i al s i ndi cat es 
such an i ncr ease i s j ust i f i ed.   A per cent age of  
soundness l oss of  18 has pr oven ef f ect i ve i n many 
l ocal i t i es.   The Desi gner  wi l l  i nser t  i n t he bl ank 
spaces t he appl i cabl e l osses i n per cent  f or  t he 
speci f i c  j ob based on t he knowl edge of  bot h coar se 
and f i ne aggr egat es i n t he ar eas t hat  have been 
pr evi ousl y appr oved and have a sat i sf act or y ser vi ce 
r ecor d f or  at  l east  5 year s.   The per cent  of  
f r act ur ed f aces may be r educed t o 75 i f  t he r equi r ed 
CBR i s 50 or  l ess.

**************************************************************************

Provide aggregate with a soundness loss not greater than [18] [_____] 
percent weighted averaged at 5 cycles when tested in magnesium sulfate in 
accordance with ASTM C88 and a percentage of loss on abrasion not 
exceeding [40] [_____] after 500 revolutions as determined by 
ASTM C131/C131M.  Determine the percentage of flat and/or elongated 
particles by ASTM D4791 with the following modifications:  1) Separate the 
aggregates into two size fractions, particles greater than  12.5 mm  1/2 inch
 sieve and particles passing the  12.5 mm  1/2 inch  sieve and retained on the
 4.75 mm  No. 4  sieve. 2) The percentage of flat and/or elongated particles 
in either fraction must not exceed 20. 3) A flat particle is one having a 
ratio of width to thickness greater than 3; an elongated particle is one 
having a ratio of length to width greater than 3. 4) When the aggregate is 
supplied from more than one source, aggregate from each source must meet 
the specified requirements.  When the aggregate is supplied from crushed 
gravel it must be manufactured from gravel particles, 90 percent of which 
by weight are retained on the maximum-size sieve listed in TABLE I.  In 
the portion retained on each sieve specified, the crushed gravel must 
contain at least [90] [75] percent by weight of crushed pieces having two 
or more freshly fractured faces with the area of each face being at least 
equal to 75 percent of the smallest midsectional area of the face.  When 
two fractures are contiguous, the angle between planes of the fractures 
must be at least 30 degrees in order to count as two fractured faces.
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2.2.2   Gradation Requirements

**************************************************************************
NOTE:   The gr adat i on or  gr adat i ons appl i cabl e t o t he 
speci f i c  j ob wi l l  be speci f i ed.   The desi gner  wi l l  
sel ect  r api d dr ai ni ng mat er i al  ( RDM)  and/ or  open 
gr aded mat er i al  ( OGM)  dependi ng on t he r equi r ed 
per meabi l i t y  and mat er i al  avai l abi l i t y .   RDM shoul d 
pr ovi de a per meabi l i t y  of  300 t o 1500 met er s ( 1000 
t o 5000 f eet )  per  day.  OGM shoul d pr ovi de a 
per meabi l i t y  gr eat er  t han 1500 met er s ( 5000 f eet )  
per  day.   RDM i s wel l  gr aded enough t o be st abl e t o 
wor k on,  however  OGM wi l l  r equi r e asphal t  cement  or  
por t l and cement  f or  st abi l i t y .

  For  r oads,  wher e t he dr ai nage pat h i s shor t  and a per meabi l i t y  of  300 
met er s ( 1000 f eet )  per  day i s adequat e,  t he Cont r act or  can be per mi t t ed 
t o use t he f ol l owi ng Opt i onal  Tabl e I .     Ret ai n Not e 5 bel ow of  Opt i onal  
Tabl e I  i s  i ncl uded.

OPTI ONAL TABLE I
GRADATI ON OF DRAI NAGE LAYER MATERI AL

Per cent age by Wei ght  Passi ng Squar e- Mesh Si eve

               Si eve       Rapi d Dr ai ni ng
      Desi gnat i on    Mat er i al  ( RDM)      
    50. OO mm              100                       
    37. 50 mm             95- 100 
    25. 00 mm             70- 100
    19. 00 mm             60- 100               
    12. 50 mm             50- 76             
     9. 50 mm             40- 65          
     4. 75 mm             20- 45              
     2. 36 mm             17- 30              
     1. 18 mm              5- 16
     0. 30 mm              0- 5
     0. 15 mm              0- 2. 5               

 OPTI ONAL TABLE I .
GRADATI ON OF DRAI NAGE LAYER MATERI AL

Per cent age by Wei ght  Passi ng Squar e- Mesh Si eve

         Si eve       Rapi d Dr ai ni ng
   Desi gnat i on    Mat er i al  ( RDM)     

        2 i nch            100
      1- 1/ 2 i nch         95- 100               
      1 i nch             70- 100            
      3/ 4 i nch           60- 100             
      1/ 2 i nch           50- 76             
      3/ 8 i nch           40- 65              
      No.  4              20- 45              
      No.  8              12- 30              
      No.  16              5- 16
      No.  50              0- 5
      No.  100             2- 2. 5               
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**************************************************************************

Provide drainage layer aggregates that are well graded within the limits 
specified in TABLE I.

TABLE I.  GRADATION OF DRAINAGE LAYER MATERIAL

Percentage by Weight Passing Square-Mesh Sieve

      Sieve       Rapid  draining         OGM           
    Designation   Material (RDM)       Stabilized
    37.50 mm            100              100
    25.00 mm           70-100           95-100 
    19.00 mm           55-100           ---
    12.50 mm           40-80            25-80
     9.50 mm           30-65           ---
     4.75 mm           10-50            0-10
     2.36 mm            0-25            0-5
     1.18 mm            0-5            ---

TABLE I.  GRADATION OF DRAINAGE LAYER MATERIAL

Percentage by Weight Passing Square-Mesh Sieve

       Sieve       Rapid  draining         OGM          
    Designation   Material (RDM)       Stabilized
    1-1/2 inch            100              100
      1 inch            70-100           95-100 
    3/4 inch            55-100            ---
    1/2 inch            40-80            25-80
    3/8 inch            30-65            ---
      No. 4             10-50            0-10
      No. 8              0-25            0-5
      No. 16             0-5             ---

NOTE 1:  The values are based on aggregates of uniform specific gravity, 
and the percentages passing the various sieves may require appropriate 
correction by the Contracting Officer when aggregates of varying specific 
gravities are used.

**************************************************************************
NOTE:   Dependi ng on t he t ai l or i ng opt i ons r et ai ned,  
r enumber  t he f ol l owi ng not es.

**************************************************************************

NOTE 2:  For RDM, the coefficient of uniformity (CU) must be greater than 
3.5.  (CU = D60/D10).  The Contractor is responsible for adjusting the RDM 
gradation within the ranges listed in Table I to provide a stable 
construction surface for the proposed equipment and method of transporting 
materials. The drainage layer may be stabilized with portland cement or 
asphalt at no additional cost to the government, if approved during the 
test section.

NOTE 3:  Asphalt cement or portland cement will be required to stabilize 
the OGM.
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**************************************************************************
NOTE:   Ret ai n Not e 4 i f  Opt i onal  Tabl e I  i s  i ncl uded.

**************************************************************************

[NOTE 4:  The Optional Table I gradation can be met in some areas with 77% 
#57 stone and 23% concrete sand blend.]

2.3   BITUMINOUS MATERIALS

**************************************************************************
NOTE:   The appr opr i at e t ype and gr ade of  bi t umi nous 
mat er i al  wi l l  be based on i nf or mat i on pr ovi ded i n 
UFC 3- 250- 03.   Use a gr ade of  asphal t  t hat  i s  
avai l abl e i n t he pr oj ect  l ocat i on.   A st i f f  asphal t  
i s  desi r abl e.   On per f or mance gr aded asphal t  
modi f i er s shoul d not  be r equi r ed and t he l ow 
t emper at ur e gr ade of  - 28 shoul d be adequat e f or  
t ypi cal  pr oj ect s.

**************************************************************************

Asphalt cement to be mixed with aggregates must conform to [ ASTM D946/D946M
Penetration Grade [____]] [ ASTM D3381/D3381M  viscosity Grade AASHTO M 320
PG [____]].  In addition, the asphalt cement must show a negative spot 
when subjected to the spot test in accordance with AASHTO T 102 , using the 
standard naphtha specified.

2.4   CEMENTITIOUS MATERIALS

Portland cement to be mixed with aggregates must conform to [ 
ASTM C150/C150M, Type I, IA, II or IIA] [ ASTM C595/C595M, Type IS or IS 
(A)].

2.5   BITUMINOUS OR CEMENT STABILIZED JOB-MIX FORMULA

The bituminous stabilized mix consists of a mixture of OGM and a minimum 
of 2 percent asphalt cement by weight.  Maintain tolerances for bituminous 
stabilized material for field production at plus or minus 0.25 percent for 
asphalt cement and plus or minus  14 degrees C  25 degrees F  for mixing 
temperatures.  Provide cement stabilized mix consisting of OGM and a 
minimum of  90 kg  200 pounds  of portland cement per cubic  meter  yard  with a 
water/cement ratio of 0.37.  Based on the test section performance, the 
Contractor will be responsible for adjustments (increases) in asphalt 
cement or portland cement quantities to ensure the stabilized drainage 
layer will not rut or be disturbed by the Contractor's proposed paving 
method.  Submit a job-mix formula (JMF) with the test section report for 
Contracting Officer approval.

PART 3   EXECUTION

3.1   OPERATION OF AGGREGATE SOURCES

[Condition aggregate sources on private lands in accordance with local 
laws or authorities.]  [Clearing, stripping, and excavating are the 
responsiblity of the Contractor.  Condition aggregate sources on 
Government property to readily drain and leave in a satisfactory condition 
upon completion of the work.]
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3.2   STOCKPILING MATERIAL

Clear and level storage sites prior to stockpiling of material.  Stockpile 
all materials in the manner and at the locations designated.  Stockpile 
aggregates on the cleared and leveled areas designated by the Contracting 
Officer to prevent segregation.  Stockpile materials obtained from 
different sources separately.

3.3   PREPARATION OF UNDERLYING COURSE

**************************************************************************
NOTE:   Ret ai n onl y t he r ef er ence t o t he 
speci f i cat i on sect i on t hat  cover s t he pr epar at i on of  
t he under l y i ng cour se f or  t he par t i cul ar  pr oj ect .

**************************************************************************

Clean the underlying course of all foreign materials prior to constructing 
the drainage layer.  Do not construct the drainage layer on underlying 
course that is frozen.  Construct the underlying course in accordance with 
Section 32 11 20  [BASE COURSE FOR RIGID][ AND ][SUBBASES FOR FLEXIBLE] 
PAVING.  Correct ruts or soft yielding spots in the underlying courses 
having inadequate compaction and deviations of the surface from the 
requirements set forth herein by loosening and removing soft or 
unsatisfactory material and by adding approved material, reshaping to 
line, and grade, and recompacting to specified density.  Do not allow 
traffic or other operations to disturb the finished underlying course and 
maintain in a satisfactory condition until the drainage layer is placed.

3.4   TRANSPORTING MATERIAL

3.4.1   Aggregate Drainage Layer Material

Transport aggregate drainage layer material to the site in a manner which 
prevents segregation and contamination of materials.

3.4.2   Bituminous Stabilized Material

Transport bituminous stabilized material from the mixing plant to the site 
in trucks having tight, clean, smooth beds lightly coated with an approved 
releasing agent to prevent adhesion of the stabilized material to the 
truck beds.  Drain excessive releasing agent prior to loading.  Cover each 
load with canvas or other approved material of ample size to protect the 
stabilized material from the weather and to prevent loss of heat.  Loads 
that have crusts of cold, unworkable material or have become wet will be 
rejected.  Hauling over freshly placed material will not be permitted.

3.4.3   Cement Stabilized Material

Transport cement stabilized material from the mixing plant to the site in 
trucks equipped with protective covers.  Loads that have crusts of 
unworkable material or have become excessively wet will be rejected. 
Hauling over freshly placed material will not be permitted.

3.5   PLACING

3.5.1   General Requisites

Place drainage layer material on the underlying course in lifts of uniform 
thickness using equipment meeting the requirements of paragraph 

SECTION 32 11 23.23  Page 15



EQUIPMENT.  When a compacted layer  150 mm  6 inches  or less in thickness is 
required, place the material in a single lift.  When a compacted layer in 
excess of  150 mm  6 inches  is required, place the material in lifts of 
equal thickness.  No lift may be thicker than  150 mm  6 inches  nor be 
thinner than  75 mm  3 inches  in compacted thickness.  Place and compact 
lifts true to the grades or levels required with the least possible 
surface disturbance.  Where the drainage layer is placed in more than one 
lift, clean the previously constructed lift of loose and foreign 
material.  Make adjustments in placing procedures or equipment as needed 
to obtain true grades and minimize segregation and degradation of the 
drainage layer material.

3.5.2   Placement of Stabilized Material

Bituminous stabilized material having temperatures less than  80 degrees C  
175 degrees F  when dumped into the asphalt paving machine will be 
rejected.  Adjust the paving machine so that the surface of the lift being 
laid will be smooth and continuous without tears and pulls.  Correct 
irregularities in alignment of the lift left by the paving machine by 
trimming directly behind the machine.  Immediately after trimming, 
thoroughly compact the edges of the lift by a method approved by the 
Contracting Officer.  Distortion of the lift during tamping will not be 
permitted.  If more than one lift is required, offset the longitudinal 
joint in one lift over that in the lift immediately below by at least  300 
mm 1 foot ; however, construct the joint in the top layer at the centerline 
of the pavement.  Offset transverse joints in one layer by at least  600 mm  
2 feet  from transverse joints in the previous layer.  Offset transverse 
joints in adjacent strips by a minimum of  3 meters  10 feet .  At the end of 
each day's construction, form a straight transverse construction joint by 
cutting back into the completed work to form a true vertical face free of 
loose or shattered material.  Remove material along construction joints 
not properly compacted. 

3.5.3   Placing Adjacent Stabilized Strips

Place the stabilized material in consecutive adjacent strips having a 
minimum width of  3 meters  10 feet , except where edge lanes require strips 
less than  3 meters  10 feet  to complete the area.  When placing adjacent 
strips, operate the paving machine so that the screed overlaps the 
previously placed strip  75 to 100 mm  3 to 4 inches  and is sufficiently 
high so that compaction will produce a smooth, dense joint.  Push back the 
stabilized material placed on the edge of the previously placed strip by 
the paver to the edge of the strip being placed.  Remove and waste excess 
stabilized material.

3.5.4   Hand Spreading

Spread by hand drainage layer material in areas where machine spreading is 
impractical.  Spread the material uniformly in a loose layer to prevent 
segregation.  Construct the layer so that the compacted material conforms 
to the required grade and thickness after compaction.

3.6   TEST SECTION

3.6.1   Data

Construct a test section to evaluate the ability to carry traffic, 
including placement of overlaying material and the constructability of the 
drainage layer including required mixing, placement, and compaction 
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procedures.  Test section data will be used by the Contracting Officer to 
validate the required number of compaction passes given in paragraph 
Compaction Requirements and the field dry density requirements for full 
scale production.

3.6.2   Schedule/Evaluation

Construct the test section a minimum of [30] [_____] days prior to the 
start of full scale production to provide sufficient time for an 
evaluation of the proposed materials, equipment and procedures including 
Government QA testing.

3.6.3   Location and Size

Place the test section [inside the production paving limits][outside 
production paving limits in an area with similar subgrade and subbase 
conditions approved by the Contracting Officer].  Do not construct the 
drainage layer in the test section until the underlying courses and 
subgrade preparation, required for the pavement section, have been 
completed, inspected and approved.  Place the test section a minimum of  
[30] [_____] m  [100] [_____] feet  long and two full paving lanes wide side 
by side.

3.6.4   Initial Testing

Provide certified test results, approved by the Contracting Officer prior 
to the start of the test section, to verify that the materials proposed 
for use in the test section meet the contract requirements.

3.6.5   Mixing, Placement, and Compaction

Accomplish mixing, placement, and compaction using equipment meeting the 
requirements of paragraph EQUIPMENT.  Operate compaction equipment at 
speeds no greater than  2.4 km/hour  1.5 mph .  Start compaction from the 
outside edges of the paving lane and proceed to the centerline of the lift 
being placed.  Keep the roller a minimum of one half the roller width from 
the outside edge of the drainage layer being placed until the desired 
density is obtained.  Then roll the outside edge.

3.6.6   Procedure

3.6.6.1   RDM Aggregate Drainage Layer Tests

Construct the test section with aggregate in a wet state so as to 
establish a correlation between number of roller passes and dry density 
achievable during field production.  Designate three separate areas within 
the test section, test each area for density, moisture, and gradation.  
Complete all testing in the middle third of the test section being 
placed.  Conduct density and moisture content tests in accordance with 
ASTM D6938.  Conduct sieve analysis tests on samples, taken adjacent to 
the density test locations.  Take one set of tests (i.e. density, 
moisture, and sieve analysis) before the third compaction pass and after 
each subsequent compaction pass at three separate locations as directed by 
the Contracting Officer.  Define a pass as the movement of a roller over 
the drainage layer area for one direction only.  Compact the RDM using a 
maximum of 5 passes in the vibrating state and one final pass in the 
static state.  Continue compaction passes and density readings until the 
difference between the average dry densities of any two consecutive passes 
is less than or equal to  16 kg per cubic meter  1.0 pcf .
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3.6.6.2   Bituminous/Cement Stabilized Drainage Layer

Construct the test section with the same equipment used for production.  
Designate three separate areas within the test section for sampling.  
Complete all testing in the middle third of the test section being 
placed.  The Contracting Officer will perform visual examination of each 
sample to determine if and when crushing of aggregate occurs.  Take one 
sample before compaction and after each subsequent compaction pass at 
three separate locations as directed by the Contracting Officer.  Continue 
compaction for a maximum of 6 passes.  A pass is defined as the movement 
of a roller over the drainage layer area for one direction only.  Use 
placement procedures and equipment as described herein.  The Contracting 
Officer will determine the number of passes required for compaction from 
the test section.

3.6.7   Evaluation

**************************************************************************
NOTE:   The Desi gner  wi l l  eval uat e t he dat a f r om t he 
t est  sect i on.   To do t hi s f or  RDM aggr egat e dr ai nage 
l ayer  mat er i al ,  i t  i s  suggest ed t hat  t he i n- pl ace 
densi t y and per cent  passi ng t he 4. 75 mm ( No.  4)  and 
1. 18 mm ( No.  16)  s i eve si zes be pl ot t ed agai nst  
cumul at i ve passes.    Wi t h t hese r esul t s,  t he 
desi gner  shoul d t r y t o maxi mi ze dr y densi t y whi l e 
mi ni mi zi ng aggr egat e degr adat i on.   Gener al l y,  af t er  
bet ween 3 and 6 passes,  onl y s l i ght  i ncr eases i n dr y 
densi t y ( 16 kg per  cubi c met er s ( 1. 0 pcf ) )  wi l l  be 
achi eved.   At  t hi s poi nt  t he measur ed f i el d densi t y 
i s at  or  near  t he opt i mum densi t y obt ai nabl e f or  
t hi s mat er i al ,  f or  t he gi ven f i el d condi t i ons and 
t he number  of  r ol l er  passes at  t hi s poi nt  can be 
det er mi ned.   I f  l ocal  exper i ence i ndi cat es mor e t han 
6 passes maybe r equi r ed,  edi t  t he speci f i cat i on 
accor di ngl y.   The Cont r act or  i s r equi r ed by t he 
speci f i cat i on t o t o use 4 v i br at or y and one st at i c  
r ol l er  passes on t he dr ai nage mat er i al .   I f  t he t est  
sect i on i ndi cat ed mor e or  l ess i s r ol l i ng i s 
appr opr i at e,  a f i el d modi f i cat i on shoul d be 
wr i t t en. .   The r equi r ed f i el d dr y densi t y shoul d be 
set  s l i ght l y l ower  t han t hi s opt i mum f i el d dr y 
densi t y.   I t  i s  suggest ed t hat  t he f i el d dr y densi t y 
be set  at  98 per cent  of  t he opt i mum densi t y obt ai ned 
i n t he t est  sect i on.   The dat a on t he per cent  
passi ng shoul d be l ooked at  c l osel y t o det er mi ne i f  
degr adat i on of  t he aggr egat e i s occur r i ng.   I f  t he 
per cent  passi ng t he gi ven si eve si zes i s i ncr easi ng,  
t hen t he aggr egat e i s bei ng br oken down by t he 
compact i on ef f or t .   I f  t hi s i s occur r i ng,  sel ect i on 
of  a f i el d cont r ol  densi t y wi l l  be mor e di f f i cul t .   
The  f i el d densi t y sel ect ed wi l l  have t o be bal anced 
bet ween aggr egat e degr adat i on,  dr y densi t y and 
st abi l i t y  of  t he dr ai nage l ayer  sur f ace.   St abi l i t y  
of  t he l ayer  sur f ace shoul d t ake pr ecedence.  For  
bi t umi nous or  cement  st abi l i zed dr ai nage l ayer  
mat er i al ,  t he r equi r ed number  of  passes shoul d be 
based on vi sual  obser vat i ons by t he desi gner  i n t he 
f i el d t est  sect i on of  degr adat i on i n l i eu of  s i eve 
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analyses.
**************************************************************************

Within 10 days of completion of the test section, submit to the 
Contracting Officer a Test Section Construction Report  complete with all 
required test data and correlations.  The Contracting Officer will 
evaluate the data and validate the required number of passes of the 
roller, the need for a final static pass of the roller , and provide the 
dry density for field density control during construction .

3.7   COMPACTION REQUIREMENTS

3.7.1   Field Compaction

Base field compaction requirements on the results of the test section, 
using the materials, methods, and equipment proposed for use in the work.

3.7.2   Number of Passes

Accomplish compaction using rollers meeting the requirements of paragraph 
EQUIPMENT and operating at a rolling speed of no greater than  2.4 km  1.5 
miles  per hour.  Compact each lift of drainage material, including 
shoulders when specified under the shoulders, with the number of passes of 
the roller as follows: for RDM material use 4 passes in the vibratory 
state and one in the static.  For cement or Bituminous stabilized OGM 
material use 3 passes in the vibratory state and one in the static state.  
The Contracting Officer will validate the number of roller passes after 
the test section is evaluated and before production starts.

3.7.3   Dry Density

In addition, maintain a minimum field dry density as specified by the 
Contracting Officer.  If the required field dry density is not obtained, 
adjust the number of roller passes in accordance with paragraph 
DEFICIENCIES.  Compact aggregate in a moisture state as determined in the 
test section.  Avoid crushing of aggregate particles by excessive 
rolling.  Begin compaction of bituminous stabilized material immediately 
when the material has cooled to  77 degrees C  170 degrees F .  Not more than 
30 minutes may elapse between the start of moist mixing of cement 
stabilized material and the start of field compaction.  Complete field 
compaction within 60 minutes.   In all places not accessible to the 
rollers, compact the drainage layer material with mechanical hand operated 
tampers.

3.8   FINISHING

Finish the top surface of the drainage layer after final compaction, as 
determined from the test section.  Make adjustments in rolling and 
finishing procedures to obtain grades and minimize segregation and 
degradation of the drainage layer material.

3.9   CURING OF CEMENT STABILIZED MATERIAL

Cure the completed cement stabilized drainage layer with water for a 
period of 12 hours following completion of compaction.  Commence curing 
operations within 3 hours after compaction.  Curing consists of one of the 
following:  1)  Sprinkling the surface of the drainage layer with a fine 
spray of water every 2 hours for the required 12 hour period,  2) by 
continuously saturated burlap or cotton mats, or by continuously saturated 
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plastic coated burlap, 3)  Impervious sheet curing.  Apply curing water so 
that the cement paste on the surface of the mixture will not be eroded.  
Water trucks will not be permitted on the completed cement stabilized 
drainage layer.  Impervious sheeting curing consists of all surfaces being 
thoroughly wetted and then completely covered with the sheeting.  Place 
sheeting at least  450 mm  18 inches  wider than the stabilized drainage 
layer surface to be covered.  Lay covering with light-colored side up.  
Lap covering not less than  300 mm  12 inches ; securely weight covering to 
prevent displacement so that it remains in contact with the surface during 
the specified length of curing.  Fold down coverings over exposed edges of 
slabs and secure by approved means.  Immediately repair or replace sheets 
if tears or holes appear during the curing period 

3.10   EDGES OF DRAINAGE LAYER

Place shoulder material along the edges of the drainage layer course in a 
quantity that will compact to the thickness of the layer being 
constructed.  Roll and compact at least a  1 m  3 feet  width of the shoulder 
simultaneously with the rolling and compacting of each lift of the 
drainage layer.

3.11   SMOOTHNESS TEST

**************************************************************************
NOTE:   A 3. 66 m ( 12 f oot )  st r ai ght edge wi t h t he 
devi at i ons unchanged may be speci f i ed i nst ead of  a 
3. 05 m ( 10 f oot )  st r ai ght edge,  especi al l y i f  t he 
pavi ng speci f i cat i ons cal l  f or  a 3. 66 m ( 12 f oot )  
st r ai ght  edge.

**************************************************************************

Construct the top lift so that the surface show no deviations in excess of  
10 mm 3/8 inch  when tested with either a  3.05 or 3.66 m  10 or 12 foot  
straightedge applied parallel with and at right angles to the centerline 
of the area to be paved.  Correct deviations exceeding  10 mm  3/8 inch  in 
accordance with paragraph DEFICIENCIES.

3.12   THICKNESS CONTROL

Compact the drainage layer to a thickness that is within  13 mm  1/2 inch  of 
the thickness indicated.  Measure thickness at intervals providing at 
least one measurement for each 500 square  meters  yards  of drainage layer.  
Make measurements in test holes at least  75 mm  3 inches  in diameter unless 
the Contractor can demonstrate, for COR approval, that a steel rod pushed 
through the drainage layer clearly stops at the material interface.  Where 
the measured thickness is more than  13 mm  1/2 inch  deficient, correct such 
areas in accordance with paragraph DEFICIENCIES.  Where the measured 
thickness is  13 mm  1/2 inch  more than indicated, it will be considered as 
conforming to the requirements plus  13 mm  1/2 inch , provided the surface 
of the drainage layer is within  13 mm  1/2 inch  of established grade.  The 
average job thickness will be the average of all job measurements as 
specified above but within  8 mm  1/4 inch  of the thickness shown on the 
drawings.

3.13   DEFICIENCIES

3.13.1   Grade and Thickness

Correct deficiencies in grade and thickness so that both grade and 
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thickness tolerances are met.  Do not add thin layers of material to the 
top surface of the drainage layer to meet grade or increase thickness.  
Trim the top of the drainage layer to grade and finish in accordance with 
paragraph FINISHING if the surface elevation is more than  13 mm  1/2 inch  
above the plan grade.  If the elevation of the top surface of the drainage 
layer is  13 mm  1/2 inch  or more below the required grade, scarify the 
surface of the drainage layer to a depth of at least  75 mm  3 inches , add 
new material , and blend and recompact the layer to bring it to grade.  
Where the measured thickness of the drainage layer is more than  13 mm  1/2 
inch  deficient, correct such areas by excavating to the required depth and 
replace with new material to obtain a compacted lift thickness of at least  
75 mm 3 inches .  Control the depth of required excavation to keep the 
final surface elevation within grade requirements and to preserve layer 
thicknesses of materials below the drainage layer.

3.13.2   Density

Density will be considered deficient if the field dry density test results 
are below the dry density specified by the Contracting Officer.  Roll the 
layer with 2 additional passes of the specified roller if the densities 
are deficient.  If the dry density is still deficient, work will be 
stopped until the cause of the low dry densities can be determined and 
reported to the Contracting Officer.

3.13.3   Smoothness

Correct deficiencies in smoothness as if they are deficiencies in grade or 
thickness.  Maintain all tolerances for grade and thickness while 
correcting smoothness deficiencies.

        -- End of Section --
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