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Bl TUM NOUS CONCRETE BASE COURSE
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NOTE: This gui de specification covers the
requi renents for bitum nous base course (centra
pl ant hot nix).

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Comment s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be submitted as
a Criteria Change Request (CCR
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PART 1 GENERAL

1.1 REFERENCES

R IR I S bk S b kS O Rk S kS IR Sk S b R Rk S S bk b S Sk S S

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RID outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
the issue dates.
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Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN ASSOCI ATI ON OF STATE HI GHMAY AND TRANSPORTATI ON OFFI Cl ALS
( AASHTO)

AASHTO T 102 (1983; R 2004) Spot Test of Asphaltic
Material s

ASTM | NTERNATI ONAL ( ASTM

ASTM C 131 (2006) St andard Test Method for Resistance
to Degradation of Snmall-Size Coarse
Aggregate by Abrasion and Inpact in the
Los Angel es Machi ne

ASTM C 136 (2006) Standard Test Method for Sieve
Anal ysi s of Fine and Coarse Aggregates

ASTM C 183 (2008) Standard Practice for Sanpling and
t he Amount of Testing of Hydraulic Cenent

ASTM D 1073 (2007) Fine Aggregate for Bitum nous
Pavi ng M xtures

ASTM D 1188 (2007) Bulk Specific Gavity and Density
of Conpacted Bitum nous M xtures Using
Par af fi n- Coat ed Speci nens

ASTM D 1559 (1989) Resistance to Plastic Flow of
Bi t um nous M xtures Using Mrshall
Appar at us

ASTM D 2172 (2005) Quantitative Extraction of Bitunen
from Bi tuni nous Paving M xtures

ASTM D 242 (2004) Mneral Filler for Bitum nous
Pavi ng M xtures

ASTM D 2726 (2008) Bulk Specific Gavity and Density
of Non- Absorptive Conpacted Bitum nous
M xt ures

ASTM D 3381 (2005) Viscosity-Gaded Asphalt Cenent for

Use in Pavenent Construction

ASTM D 3625 (1996; R 2005) Standard Practice for
Ef fect of Water on Bitum nous- Coat ed
Aggregate Using Boiling Water

ASTM D 546 (2005) Sieve Analysis of Mneral Filler
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for Bitum nous Paving M xtures

ASTM D 692 (2000; R 2004) Coarse Aggregate for
Bi t um nous Pavi ng M xtures
ASTM D 75 (2003) Standard Practice for Sanpling
Aggr egat es
ASTM D 946 (1982; R 2005) Penetration-G aded Asphalt
Cenent for Use in Pavenent Construction
ASTM D 979 (2001; R 2006el) Sanpling Bitum nous
Pavi ng M xtures
ASTM D 995 (1995b; R 2002) M xing Plants for
Hot - M xed, Hot-Laid Bitum nous Paving
M xt ures

1.2 SUBM TTALS

Rk Ik kR IR Rk I ARk Ik kS R R Rk o R R Ik R I kI SRRk S b o

NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project. Submittals should be kept
to the mninmumrequired for adequate quality control.

A “G following a submittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G" if the subnmittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnment approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used followi ng the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DJO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R I R R I R I R I R R R I R I R I R I R R R R R R S R R I R

CGovernment approval is required for subnittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] The following shall be submitted in accordance with
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1.

1.

Section 01 33 00 SUBM TTAL PROCEDURES
SD- 05 Design Data
Bi tum nous material job-mx fornula
Subnit a job-mix formula prior to preparing and placing
bi t um nous mi xture. Fornula shall indicate definite percentage of
each sieve fraction, percentage of bitunmen, percentage of each
aggregate, tenperature of mxture |eaving mxer, nunber of blows
of conpaction per side of nolded specinen, stability, flow,
percent of voids total nix, percent of voids in mneral aggregate,
and tenperature/viscosity relationship of asphalt cenent.
SD-06 Test Reports
Abrasi on test reports on aggregate
Stripping test reports on aggregate
Bi tum nous nix test reports
Density test reports
Thi ckness test reports
Snmoot hness test reports
3  QUALI TY ASSURANCE
3.1 Saf ety Requirenents
Provi de adequate and safe stairways with handrails to m xer platform and
safe and protected | adders or other neans for accessibility to plant
operations. Quard equi pnent and exposed steam or ot her high tenperature
I i nes which endanger personnel or create a fire hazard or cover with a
suitable type of insulation. Provide hearing protection to Contractor

enpl oyees and roller and spreader operators in vicinity of equi pment which
may emt hazardous noi se | evels.

.4 DELI VERY AND STORACE

I nspect materials delivered to the site for damage and store to prevent
segregation.

.5 ENVI RONVENTAL CONDI TI ONS

Construct bitum nous courses when underlaying course is dry and do not
construct when atnospheric tenperature is below 4 degrees C 40 degrees F

.6 CONSTRUCTI ON EQUI PMENT

Cal i brated equi pnent, such as asphalt distributors, scales, batching

equi pnent, spreaders and simlar equi pnent, shall have been recalibrated by
an approved calibration |aboratory within [6] [ ] nmonths of commrenci ng
wor k.
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6.1 M xi ng Pl ant
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NOTE: Insert the m ni num acceptabl e capacity.
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Desi gn, coordinate, and operate mixing plant to produce a mxture within
job-mx formula tol erances. The mxing plant shall neet requirenents of
ASTM D 995, except as specified otherwi se herein. The plant shall be a
batch type, continuous mxing type, or drumdryer-mnixer type with a m ni num
capacity of [100] netric tons [100] [__ ] tons per hour. MXxing plant
and equi pnent shall renmain accessible at all tinmes for checking its
adequacy, inspecting its operation, verifying weights, proportions,
character of materials, and checking m xture tenperatures. The plant and

pl ant size shall neet the requirenents of Section [01 57 19.00 20 TEMPORARY
ENVI RONVENTAL CONTROLS. ]

.6.1.1 Pl ant Screens for Batch and Conti nuous M x Plants

Use screens to obtain accurate gradation. Allow no bin to contain nore
than 10 percent oversize or undersize. Inspect screens each day prior to
commenci ng work for plugged, worn or broken screens. C ean plugged screens
and repl ace worn or broken screens with new screens prior to beginning
operati ons.

.6.1.2 Bi ns

Divide bins into at least three conpartnents arranged to insure separate
and adequate storage of appropriate fractions of aggregate.

.6.1.3 Dust Contro

Equi p plant with a dust collector designed to waste or return in a constant
flow all or part of the material collected. Recover quantity as necessary
to provide and maintain conposition specified. Plant shall have a mi xer
cover and such additional housing to insure proper control of dust.

.6.2 Pavi ng Equi prrent

.6.2.1 Spr eadi ng Equi pnent

Sel f-propelled electronically controlled type, unless other equipnent is
aut horized [by the Contracting Oficer]. Equip spreading equi pnent of the
sel f-propelled electronically controlled type with hoppers, tamping or

vi brating devices, distributing screws, electronically adjustable screeds,
and equal i zi ng devices. Capable of spreading hot bitum nous m xtures

wi t hout tearing, shoving, or gouging and to produce a finished surface of
speci fied grade and snoot hness. Operate spreaders, when laying nixture, at
vari abl e speeds between 0.025 and 0.23 neter per second 5 and 45 feet per
m nute. Design spreader with a quick and efficient steering device; a
forward and reverse traveling speed; and automatic devices to adjust to
grade and confine the edges of the m xture to true lines. The use of a
spreader that |eaves indented areas or other objectionable irregularities
in the fresh laid m x during operations will not be permtted.

.6.2.2 Rol I'i ng Equi pnent

Sel f-propell ed pneurmatic-tired rollers suppl enented by three-wheel and
tandem type steel wheel rollers. The nunber, type and weight of rollers
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shall be sufficient to conpact the nmixture to the required density w thout
detrimentally affecting the conpacted material. Al rollers shall be
suitable for rolling hot-mnix bitum nous pavenents and capabl e of reversing
wi t hout backl ash. Pneumatic-tired rollers shall be capable of being
operated both forward and backward wi thout turning on the mat, and wi t hout
| oosening the surface being rolled. Equip rollers with suitable devices
and apparatus to keep the rolling surfaces wet and prevent adherence of

bi t um nous m xture.

a. Vibratory Rollers: At the Contractor's option, vibratory rollers
especi ally designed for bitum nous concrete conpaction may be used
provided rollers do not inpair stability of pavement structure and
any underlying layers. Repair depressions in pavenment surfaces
resulting fromuse of vibratory rollers at no cost to the
Governnent. Rollers shall be self-propelled, single or dua
vibrating drunms, and steel drive wheels, as applicable; equipped
wi th variable anplitude and separate controls for energy and
propul si on.

1.6.2.3 Hand Tanpers

Hand tanpers shall weigh not less than 10 kil ograns 25 pounds and have a
tampi ng face of not nore than 0.03 square neter 50 square inches.

1.6.2.4 Mechani cal Hand Tanpers

Conmer ci al type, operated by pneunmatic pressure or by internal comnbustion
PART 2 PRODUCTS
2.1 MATERI ALS

2.1.1 Aggr egat es

Grade and proportion aggregates and filler such that conbined m nera
aggregate conforns to grading specified herein.

2.1.1.1 Coar se Aggregates

R IR I S bk S bk I S kS I I kS b S Rk S bk S bk S b S R R S bk b S S kS S

NOTE: Sel ect slag weight of 1120 kil ograns per
cubic neter 70 pounds per cubic foot for base
courses of airfield pavenents.

Rk Ik kR IR R R Ik S R AR Rk R R R Rk ok S R Rk Ik S kb S R R o
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NOTE: \Where aggregates neet all requirenments except
bei ng hydrophilic, the use of "anti-stripping"
agents shoul d be consi dered when cost effective and
appropri at e.

Rk Ik kR IR R R I S S S o e S S S R R R R Rk b kR Ik Ik kS S SRRk o b o

ASTM D 692, except as nodified herein. Crushed gravel shall have at | east
75 percent by weight of pieces having two or nore fractured faces.

Percent age of wear (Los Angel es abrasion test), except for slag, shall not
exceed 50 at 500 revolutions in accordance with ASTM C 131. Wi ght of slag
shall be not less than [1050] [1120] kil ograms per cubic meter [65] [70]
pounds per cubic foot. Reject aggregates which show stripping when tested
in accordance with ASTM D 3625. However, "anti-stripping" agent(s) nmay be
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used subject to certified | aboratory performance test(s) on the aggregate
to be used and approval of the Contracting Oficer.

2.1.1.2 Fi ne Aggregate
ASTM D 1073, except gradation as specified herein.
2.1.1.3 Mneral Filler

Provide not less than two-thirds non-plastic material passing 75 nmicroneters
200 nesh sieve to neet requirenents of ASTM D 242when tested in accordance

with ASTM D 546. WMaterial passing a 75 mcroneters 200 nesh sieve nmay be

i mestone dust or other suitable non-plastic material and suppl ement as
required by adding |imestone dust, portland cenent, or non-plastic material

as required to obtain conposition specified.

2.1.2 Asphal t Cenent

EE R R R R I I R R I I I R R R R S R R R I R I Rk I I I R O S O

NOTE: Del ete designations which are not suitable
for the project. Asphalt cement penetration grade
40-50 or penetration grade 200-300 may be used for
extrene climates.

EE R I R R R R I R I R R R R R I R I R I R I R R R I R R S R R R S R L

ASTM D 946, penetration grade [120-150] [85-100] [60-70] or ASTM D 3381,
vi scosity grade [ AC-30] [AC 20] [AC-10] [AC-5]. Asphalt shall show a
negati ve spot when tested in accordance with AASHTO T 102. Furnish
Contracting O ficer tenperature-viscosity relationship of the asphalt
cenent .

2.1.3 Conposition of M xtures

R IR I S bk O bk I S kS I Sk kS Rk S bk S bk S b S R R Sk b S S Sk kS S S

NOTE: Sel ect 50 bl ow conpacting, 340 kil ograns 750
pound stability, and 20 maxi mum flow for traffic
tire pressure less than 690 kPa 100 psi; select 75
bl ow conpacting, 680 kil ograns 1500 pound stability,
and 16 maxi mum flow for tire pressure 690 kPa 100 ps
and over. For Air Force projects, aggregate
gradations shall be as shown in Table 7-4 of DM
21.3, "Flexible Pavenent Design for Airfields." For
Navy and Marine Corps projects, use Table 7-4 of DM
21.3 or local highway departnent (as appropriate to
the Marshall Method for Design and Control of
Bi t um nous Paving M xtures).

EE R R I R R I R I R I R R I R I R I R I R R R I R R R I R R I R

Gradation in accordance with typical gradations listed herein for selected
maxi mum aggr egate size when tested in accordance with ASTM C 136.
Gradation shall be within job mx forrmula tolerance linitations specified
herein. Grade conbi ned aggregate and filler snmoothly fromcoarse to fine
with no variance fromlow linmt on one sieve to high Iimt on adjacent
sieve. Table | is based on aggregates of uniformspecific gravity;

per cent ages passi ng various sieves are subject to appropriate correction
when aggregates of varying specific gravities are used. Determne
stability and fl ow by ASTM D 1559 using [50] [75] blows per side of nolded
speci nen, neeting the follow ng requirenents:
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a. Stability (mninmum, [340] [680] kilogranms [750] [1500] pounds.
b. Flow 0.25 mm 0.01 inch, Not nore than [20] [16] nor |ess than 8.
TABLE |
GRADATI ON OF AGGREGATES

TOTAL PERCENT PASSI NG (BY WEI GHT)

SI EVE

37.
25.
19.
12.

-33333 2

5
.36 mMm

.18 mm

600 m croneters
300 mcroneters
150 microneters
75 mcroneters

PN A ©

TABLE |
GRADATI ON OF AGGREGATES

TOTAL PERCENT PASSI NG (BY WEI GHT)

S| EVE Sl ZE
1 1/2 inch
1 inch
3/4 inch
1/2 inch
3/ 8 inch
No. 4
No. 8
No. 16
No. 30
No. 50
No. 100
No. 200

c. Bituminous content: Base percentage on approved job-m x fornula.
2.1.4 Variations

Vari ations from approved job-m x formula shall not exceed the follow ng;
however, in no case shall job-mx fornmula, with tol erances applied, fal
outside the general linmts for aggregate gradation and bitum nous nmateria
speci fied herein:

Aggr egat e Tol erance (plus or m nus)
12.5 mmor | arger 8 percent
9.5 mmand 4.75 mm 7 percent
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Aggr egat e Tol erance (plus or m nus)

2.36 mmand 1.18 nm 6 percent
600 mcroneters and 300 microneters 5 percent
150 microneters 4 percent
75 microneters 3 percent
Aggr egat e Tol erance (plus or m nus)
1/2 inch or |arger 8 percent
3/8 inch and No. 4 7 percent
No. 8 and 16 6 percent
No. 30 and 50 5 percent
No. 100 4 percent
No. 200 3 percent

PART 3 EXECUTI ON

3.

1 M XI NG

Produce bitum nous mxture in a plant as specified herein. Stockpile fine
and coarse aggregates separately and feed to drier by separate nechanica
feeders in a manner to produce an asphaltic concrete mixture within

tol erances specified for job-m x fornmula. Heat and dry aggregates
thoroughly. Make tenperature of aggregate, mineral filler, and asphalt in
m xer such that viscosity of asphalt in mxture shall be in the range of
0.0002 to 0.0003 square neter per second 150 to 300 centistokes kinematic
or 75-150 seconds, Saybolt-Furol. Provide adequate dry storage for mnera
filler at mixing plant. After aggregates have been prepared, accurately
wei gh or measure and convey theminto mixer in proportionate anounts of
each aggregate size required. Wigh or feed mineral filler by some
accurate and uniform measurenent, and add separately, and in a dry
condition, as near as possible to center of mixer. |Introduce required
anount of asphalt for each batch, or calibrated amobunt for continuous

m xing, into mxer. 1In batch mxing, charge aggregates into nixer, add
asphalt, and continue mxing for at |east 25 seconds or longer to obtain a
honogeneous m xture. Wen a continuous mxer is used, mixing tine shall be
not |less than 30 seconds to obtain a honbgeneous m xture. Tenperature of
asphalt at time of mxing shall not exceed 175 degrees C 350 degrees F
When prepared in a twin pugm !l mxer, depth of m xture shall be not
greater than the tips of mxer blades when blades are in a vertica
position. Reject overheated and carboni zed nmi xtures, and mi xtures that
foam segregate, or strip. Wen excessive noisture causes foaning
segregation, or stripping, renove all aggregates in hot bins and place in
their respective stockpiles; for drumdrier plant m xes, waste the mx
except as ot herw se approved by the Contracting Oficer

.2 TRANSPORTATI ON OF Bl TUM NOUS M XTURES

Transport bitum nous mxture frompaving plant to the site in trucks having
tight, clean, snmooth beds which have been painted or sprayed with a

i mewat er, soap, or detergent solution at |east once a day to prevent
adhesion of the mixture to truck bodies. Cover each |load with canvas or
other suitable material of anple size to protect it fromthe weather and to
prevent |oss of heat. Mke deliveries so that spreading and rolling of al
m xture prepared for a day's run can be conpl eted during daylight, unless
satisfactory artificial light is provided. Deliver mxture to the area to
be paved in such a manner that tenperature at the tinme of dunping the
spreader shall be not |ess than 105 degrees C 225 degrees F or that
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3.

required to obtain the specified conpaction. Reject any |oad that has
becone wet prior to placing.

.3 PLACI NG

Provide |ine and grade stakes as necessary for control. Place grade stakes
in lanes parallel to centerline of area to be paved, and suitably space for
string lines. Place and conpact bitum nous courses in such thicknesses to
achi eve density and snmoot hness requirenents. Mximumlift of bitum nous
base course shall not exceed 150 mr 6 inches. Prior to laying the base
course, clean underlying course of foreign and objectionable matter with
power bl owers, power broons, or hand broons in places inaccessible to power
equi prrent, and i nspect for conpaction and snpot hness requirenents. The
range of tenperatures of the mixtures at the time of spreading shall be

bet ween 105 degrees C 225 degrees F and 150 degrees C 300 degrees F.

Rej ect bitum nous m xture having a tenperature outside these limts when
dunped into the hopper of the spreader. Adjust nechanical spreader and
regul ate speed so that the surface of the course is snmooth, and when
conmpacted conforms to depth, cross sections, grades, and contours
indicated. Wien irregularities of surface or deficiency in depth is nore
than specified tol erances, renove defective work and replace with new
material. Wenever possible, place the mxture in strips not less than 3 n
10 feet wide. Overlap rolling to previously placed strip and extend to
overlap first strip. Place mxture as continuously as possible. Shovelers
and rakers shall follow spreadi ng equi pnent, addi ng hot nixture and raking
as required to produce a course that, when conpleted, shall conformto
requirenents specified. In areas where the use of nachine spreading is
inmpractical, mxture may be spread by hand. Distribute mxture into place
fromdunp boards by neans of hot shovels and spread with hot rakes in a
uniformy | oose |ayer of such thickness that, when conpleted, it conforns
to required grade and thickness. Do not dunp |oads any faster than they
can be handl ed by shovel ers and rakers. Paint contact surfaces of
previously constructed curbs, manholes, and simlar structures with a thin
coat of enul sion or other approved bitum nous nmaterial prior to placing the
bi t um nous m xture.

.4 JANTS

Al joints shall present the same texture, density, and snoot hness as other
portions of the course. Carefully make joints between old and new
pavenents or within new pavenents in a manner as to ensure a thorough and
conti nuous bond between ol d and new sections of the course. Paint all
vertical contact surfaces of previously constructed sections with a thin
uni form coat of enul sion or other approved bitum nous material just before
the fresh mixture is placed.

.4.1 Transverse

The roller shall pass over the unprotected end of the freshly laid nixture
only when the laying of the course is to be discontinued. Except when an
approved bul khead is used, cut back the edge of the previously laid course
to expose an even, vertical surface for the full thickness of the course.
When required, rake fresh mi xture against the joints, thoroughly tanp with
hot tanpers, snooth with hot snoothers, and roll. |In all cases, transverse
joints in adjacent |anes shall be offset a mininumof 600 mr 2 feet.

4.2 Longi t udi na

Pl ace longitudinal joints so that they shall not coincide with that of
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underlying course and shall be separated by at | east 300 mr one foot. When
edges of longitudinal joints are irregular, honeyconbed, or poorly
compact ed, cut back unsatisfactory sections of joint to expose an even
vertical surface for the full thickness of the course. Prior to placing
adj acent asphalt concrete, roll joint first, then proceed to opposite side
and roll, noving each tine toward the joint.

.5 COVPACTI ON OF M XTURE

R IR I S bk S bk kS I I kS Rk S bk S bk S b S R R S b b S S Sk Rk S

NOTE: Use 97 percent for pavenents for tire
pressures of 1.7 MPa 250 psi and above; use 96
percent for all other pavenents.
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Affect conpaction by rolling. Begin rolling as soon after placing as the
mxture will bear the roller wthout undue displacenent. Delays in rolling
freshly spread mxture will not be tolerated. Start rolling |ongitudinally
at extreme sides of lanes and proceed toward center of pavenent,
overl appi ng on successive strips by at |east one-half the width of rear
wheel of roller. Alternate trips of roller shall be slightly different
|l engths. Affect initial longitudinal rolling by the use of steel roller
Make tests for conformity with specified crown, grade, and snoothness
imediately after initial conpression. Before continuing rolling, correct
any variations by renoving or adding materials, then roll course using
pneumatic-tired rollers or tandemrollers, while mxture is hot and in
condition suitable for proper conpaction. Speed of rollers shall not exceed
4.50 kil oneters per hour 3 mles per hour and at all tinmes be slow enough
to avoid displacenment of hot m xture. Correct any displacenent of nixture
at once by use of rakes and apply fresh m xture or renove m xture as
required. Continue rolling until all roller marks are elimnated and course
has a density of at least [96] [97] [___ ] percent of that attained in a
| aboratory speci men of the same m xture prepared in accordance wth
ASTM D 1559. During rolling, noisten rollers to prevent adhesion of
m xture to rolling surfaces, but do not pernit an excess of water. Provide
sufficient rollers for each spreading nachine in operation on the job and
to handl e plant output. |In places not accessible to rollers, conpact
m xture with hot pneumatic or manual hand tanpers. Skin patching of an
area that has been rolled is not pernmitted. Renpbve any m xture that
becones mxed with foreign material or is defective, replace with fresh
m xture, and conpact to density of surrounding area. Roller shall pass
over unprotected edge of course only when |laying of course is to be
di scontinued for a length of time to pernit nmixture to becone col d.
Contractor shall provide workmen who are capabl e of perform ng work
incidental to correction of pavenment irregularities. After final rolling,
permt no traffic of any kind on the pavenent until the surface tenperature
has cooled to at |east 50 degrees C 120 degrees F. Measure surface
tenmperature with surface thernoneters or other satisfactory nethods.

.6 FI ELD SAMPLI NG AND TESTI NG

Approve materials and material sources not less than [21] |
prior to use of such materials in work

.6.1 Sanpl i ng
.6.1.1 Aggregates at Source

Prior to production and delivery of aggregates, take at |least one initial
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3.

3.

sanpl e in accordance with ASTM D 75 [at the source] [from each stockpile].
Col I ect each sanple by taking three increnental samples at random from
source material to make a conposite sanple of not |less than 25 kil ograns 50
pounds. WMake repetition of the above sanpling when source of material is
changed or when unacceptabl e deficiencies or variations from specified
grading of materials are found in testing.

.6.1.2 Col d Feed Aggregate Sanpling

Take two sanples daily frombelt conveying materials fromcold feed
Collect materials in three increnents at randomto nake a representative
conposite sanple of not |ess than 25 kil ograns 50 pounds. Take sanples in
accordance with ASTM D 75.

.6.1.3 Coarse and Fi ne Aggregates

Take 25 kil ogranms 50 pounds sanple fromcold feed at | east once daily for
sieve anal yses and specific gravity tests. Additional sanples may be
required to performnore frequent tests on nmineral fillers, or will be
requi red when anal yses show defi ci enci es, or unacceptabl e variances or
devi ations. Method of sanpling is as described herein for aggregates.

.6.1. 4 Mneral Filler

ASTM C 183. Take sanples | arge enough to provide anple material for
testing.

.6.1.5 Pavenent and M xture

Take sanmples for the determnation of mix properties, thickness and density
of the conpl eted pavenents. Furnish all tools, |abor and material for
sampl es and for satisfactory replacement of pavenent. Take sanples and
test at not |less than frequency specified hereinafter and at the begi nning
of plant operations; for each day's work as a minimum each change in the
m x or equiprent; and as often as directed. Acconplish sanpling in
accordance with ASTM D 979.

.6.1.6 Sanpl e ldentification

Furni sh each sanple in a clean container, securely fastened to prevent |oss
of material. Tag each sanple for identification. Tag shall contain the
followi ng information:

Contract No.

Sanpl e No. Quantity
Date of Sanple
Sanpl e
Sour ce
I nt ended use
For testing

6.2 Testi ng
6.2.1 Aggr egat e

a. Gadation: ASTM C 136 for fine and coarse aggregate. ASTM D 546
for mineral filler.

b. Abrasion: ASTM C 131 for wear (Los Angeles test). Performone
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3.6.2.2

test initially prior to incorporation into work and whenever
source i s changed.

Stripping Test: ASTM D 3625. Performa stripping test initially
on all aggregate prior to incorporation into work and whenever
source is changed.

Bi t um nous M x

ASTM D 2172. Test one sanple for each 500 netric tons 500 tons, or
fraction thereof, of the unconpacted m x for extraction. Sieve analysis
per ASTM C 136. Test one sanple for each 500 netric tons 500 tons, or
fraction thereof, for stability and flow in accordance with ASTM D 1559.

3.6.2.3

a.

Pavement Course

Density: For each [1000] [__ ] nmetric tons [1000] |
of bitum nous course placed, deternine the representative

| aboratory density by averaging the density of 4 |aboratory

speci mens prepared in accordance with ASTM D 1559; sanpl es for

t hese speci nens shall be taken fromtrucks delivering mxture to
the site; the Contractor shall record in an approved nanner the
proj ect areas represented by the | aboratory densities. From each
representative area so recorded, determne field density of the
pavenent by averagi ng the densities of 100 mr 4 inchdi aneter cores
obt ai ned fromthe base course; take one core for each [1670]
[ ] square neters [2000] [__ ] square yards or fraction

t hereof of course placed. Determ ne density of the |aboratory
prepared speci mens and the cored sanples in accordance wth

ASTM D 1188 or ASTM D 2726, as applicable. The naximum al | owabl e
deficiency at any point shall not be nore than 2 percent |ess than
the specified density. The average density shall be not |ess than
the specified density. When the deficiency is nore than the
specified tolerances, the Contractor shall correct each such
representative area or areas by renoving the pavenent in question
and replacing with new pavenent.

Thi ckness: Determ ne thickness of the course from sanpl es taken
for the field density test. The maxi num al | owabl e defi ci ency at
any point shall not be nore than 6 mr 1/4 inch less than the

i ndi cated thickness for the course. The average thickness of the
course shall be not |ess than the indicated thickness. \Where the
deficiency is nore than the specified tol erances, the contractor
shal |l correct each such representative area or areas by renoving
t he pavenent in question and replacing with new pavenent.

Snoot hness:  Strai ghtedge test the conpacted surface of the course
as the work progresses. Apply straightedge parallel with and at
right angles to the centerline after final rolling. Unevenness of
the course shall not vary nmore than plus or minus 6 mmin 3 nm 1/4
inch in 10 feet. Correct any portion of the pavenent show ng
irregularities greater than that specified.

End of Section --
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