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SECTI ON 06 18 00

GLUED- LAM NATED CONSTRUCTI ON
05/ 09
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NOTE: This specification covers the requirenments
for fabrication and erection of |am nated wood
arches, beanms, purlins, colums, and all neta

shapes and hardware required for installation of
wood conponents. The term "l ani nated wood"
conprises suitably selected and prepared wood | ayers
bonded together with adhesives, the grain of which
is oriented in accord with Engi neered wood

speci fications.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Commrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of

techni cal proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be submitted as
a Criteria Change Request (CCR)
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PART 1 GENERAL
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NOTE: Include in draw ngs:

Details of all |anminated wood nenbers, show ng cross
sections and di nensi ons.

I ncl ude in designs engi neered wood specifications

i ncludi ng F, and Modul us of Elasticity for Lam nated
Veneer Lunber and F, and grading for d ul am

Menmbers. Specifications to use National Design
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St andards per National Forest Products Association

Assumed | oads, including floor live |oad, roof |ive
| oad, wind |oad, and concentrated | oads (partitions,
and equi pnent nounted on or suspended therefronj.

Layout, showi ng | ocation of |am nated nmenbers and
floor elevations, and identification of Appearance
G ades.

Details of hangers for suspended ceilings, pipes,
light fixtures, or other construction, as required.

Details of netal shapes and hardware required for
connecti ons.

Associ ated work found in other sections includes:

Pressure preservative treatment for protection
agai nst decay and insects per AITC 109: It should
be i ncorporated into specification when wet
conditions of use prevail.
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1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RID outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

R IR I S bk S b kS O Rk S kS IR Sk S b R Rk S S bk b S Sk S S

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN FOREST & PAPER ASSCCI ATl ON ( AF&PA)

AF&PA T101 (2001) National Design Specification
(NDS) for Wod Construction

AVERI CAN | NSTI TUTE OF TI MBER CONSTRUCTI ON (Al TC)

Al TC 109 (1998) Standard for Preservative Treat ment
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of Structural dued Lam nated Ti nber

Al TC 110 (2001) Standard Appearance Grades for
Structural G ued Lami nated Ti nber

Al TC 111 (2005) Recommended Practice for Protection
of Structural dued Lam nated Ti nber
During Transit, Storage and Erection

Al TC 113 (2001) Standard for Dinensions of
Structural dued Lani nated Ti nber

Al TC 117 (2004) Standard Specifications for
Structural d ued Lam nated Ti nber of
Sof t wood Speci es, Design and Manufacturing
Requi renment s
Al TC 119 (1996) Standard Specifications for
Structural dued Lani nated Ti mber of
Har dwood Speci es
Al TC 200 (2004) Inspection Manual
AMERI CAN NATI ONAL STANDARDS | NSTI TUTE (ANSI)
ANSI B18.22.1 (1965; R 2003) Pl ain Washers
ANSI B18. 22M (1981; R 2005) Metric Plain Washers
AMERI CAN SOCI ETY OF ClIVIL ENG NEERS ( ASCE)

ASCE 7-05 (2006; Errata 2007) M ni mum Desi gn Loads
for Buildings and Ot her Structures

AMERI CAN WOOD PROTECTI ON ASSOCI ATI ON ( AWPA)

AVWPA T1 (2004; R 2005) Use Category System
Processi ng and Treat ment Standard

AWPA Ul (2004; R 2005) Use Category System User
Specification for Treated Wod

APA - THE ENG NEERED WOOD ASSOCI ATI ON ( APA)

APA E30 (2005) Engi neered Wod Construction CGui de

APA EW5 R540C (1995; R 1996) Builder Tips Proper Storage
and Handling of d ul am Beans

APA EW5 T300E (2005) Technical Note: d ulam Connection
Details

ASTM | NTERNATI ONAL ( ASTM

ASTM A 1011/ A 1011M (2008) Standard Specification for Steel,
Sheet, and Strip, Hot-Rolled, Carbon,
Structural, H gh-Strength Low Al l oy and
H gh-Strength Low Alloy with | nproved
Formability
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ASTM A 153/ A 153M (2005) Standard Specification for Zinc
Coating (Hot-Dip) on Iron and Steel

Har dwar e

ASTM A 276 (2008a) Standard Specification for
Stainless Steel Bars and Shapes

ASTM A 307 (2007b) Standard Specification for Carbon
Steel Bolts and Studs, 60 000 PSI Tensile
Strength

ASTM A 36/ A 36M (2008) Standard Specification for Carbon

Structural Steel

ASTM A 666 (2003) Standard Specification for Anneal ed
or Col d-Worked Austenitic Stainless Steel
Sheet, Strip, Plate and Flat Bar

ASTM D 3737 (2008) Standard Practice for Establishing
Al |l owabl e Properties for Structural d ued
Lam nated Ti nber (d ulam

ASTM E 84 (2009) Standard Test Method for Surface
Bur ni ng Characteristics of Building
Materi al s

| NTERNATI ONAL CODE COUNCI L (1 CC)
| CC I BC (2006; Errata 2006; Errata 2007,
Suppl ement 2007; Errata 2007)
I nternational Building Code

SOUTHERN PI NE | NSPECTI ON BUREAU ( SPI B)

SPI B 1003 (2002) Standard Grading Rules for Southern
Pi ne Lunber

U. S. DEPARTMENT OF DEFENSE ( DOD)

M L-L-19140 (Rev E; Am 2) Lunber and Pl ywood,
Fi re- Ret ardant Treated

UNDERWRI TERS LABORATORI ES (UL)

UL 723 (2008) Standard for Test for Surface
Burni ng Characteristics of Building
Materi al s

VESTERN WOOD PRODUCTS ASSOCI ATI ON ( WAPA)

WAPA Tech Cui de (2005) Lunber Technical Guide, Standards
and Grading

1.2 SUBM TTALS

khkkhkhhkkhhhdhdhdhhhddhhddhhdhhddhhddhhddhdhddhdhddhdddhddhddhddhddhhddhddhddrhrdrdrddrrdrxdx*x

NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit

SECTION 06 18 00 Page 5



the following list to reflect only the subnmittals
required for the project. Submittals should be kept
to the mninumrequired for adequate quality control.

A “G following a submittal itemindicates that the
submittal requires Governnent approval. Sone
subnmittals are already marked with a “G'. Only
delete an existing “G if the submittal itemis not
conpl ex and can be revi ewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submttal tags may be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Management System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R I R I R R I R I R I R R I R I I R I R I R R R I R I R R R I R

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submt the following in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs

Submit Fabrication Drawi ngs and Installation Drawi ngs in
accordance with paragraph entitled, "Drawi ngs," of this section.

SD- 03 Product Data

Submit Manufacturer's Catalog Data in accordance w th paragraph
entitled, "Manufacturer's Information," of this section.

SD- 04 Sanpl es

Submit three sanples of Exposed-to-View Surfaces in accordance
wi th paragraph entitled, "Surfaces," of this section.

SD-07 Certificates

Submit Certificates for d ued-Lam nated Structural Menbers in
accordance with paragraph entitled, "Quality Control."

SD- 08 Manufacturer's Instructions
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1.

Submit Manufacturer's Instructions for the following itens in
accordance with paragraph entitled, "Quality Control," of this
section.

Lam nat ed Wod Materials
Adhesi ve

3 Fl ELD MEASUREMENTS
Verify all field nmeasurenents prior to preparation of shop draw ngs

Fabrication Drawi ngs and Installation Drawi ngs to ensure proper fitting of
t he work.

.4 QUALI FI CATI ONS FOR LAM NATI NG WOOD MANUFACTURER

Provide factory glued-lam nated structural wood nmenbers produced by an
American Institute of Tinber Construction (A TC) or Anerican Plywood
Associ ation (APA) licensed manufacturer. Factory mark every nenber of the
structural glued-lam nated tinmber with AITC Quality Mark or APA- EVWS
trademark and provide a certificate of confornmance. Manufacture the

| am nated tinber neeting the requirenents of [AITC 117 ] [AITC 119],

APA E30, ASTM D 3737, and WAPA Tech Gui de.

.5 DELI VERY, HANDLI NG AND STORAGE

Del i ver the glued-I|am nated wood structural nenbers in quantities indicated
and at construction scheduled tines to ensure the continuity of the
installation of the structural nenbers and the progress of the erection
schedul es. Reference Al TC 111 and APA EWS R540C for further information.

Del i ver packaged or wapped materials in their original, undamaged

wr appi ng, bearing label clearly identifying manufacturer's nane, grade and
speci es of lunber, type of glue, and other pertinent data. Use nonmarring
slings for |oading, unloading, and handling nenbers to prevent danage to
surfaces or wrapping.

Store wapped materials in their original wapping until ready for
installation.

Pl ace nmenbers on | evel supports off ground, spaced and braced to allow
through ventilation. Cover wood and keep free of dirt, grease, noisture,
or foreign matter that could cause staining.

.6 DRAW NGS

Subnmit Fabrication Drawi ngs for glue-lam nated structural units consisting
of fabrication and assenbly details perfornmed in the factory.

Provide Installation Drawings for glue-lamnated structural units show ng
di mensi ons of | am nated wood nenbers, |ocation, size, and type of

rei nforcenent, including any reinforcenent necessary for safe handling and
erection of structural nenbers. Ildentify each structural nenber and the
correspondi ng sequence and procedure followed during installation, and

| ocation and details of anchorage devices that are enbedded in other
construction on | ayout draw ngs.

Submit signed and seal ed docunentation prepared by a |licensed professional
verifying conpliance with ASCE 7-05 and | CC | BC.
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1

7 MANUFACTURER S | NFORVATI ON

I ncl ude Manufacturer's Catalog Data for erection procedure of |am nated
structural nenbers, including the sequence of erection, tenporary supports
and bracing, and lifting and handling equi pnent.

Submit Manufacturer's Instructions for Lam nated Whod Material s and Adhesive
i ncludi ng special provisions required to install equi pnent conponents and
system packages. Detail with special notices all inpedances, hazards and
saf ety precautions.

PART 2 PRODUCTS

2.

2.

1 MATERI ALS
1.1 Cener a

Provi de structural glued-lamnated tinber conplying with AITC 113 and
AF&PA T101 and [AI TC 119].

Provi de structural glued-lam nated tinber manufactured froma single
species and solid |lam nations; do not use |aninated veneer | unber

EZE IR R R R I I R R I I I R R R R R kS R R R I I R I I I R S O

NOTE: Designer should determ ne the species and
grade based on the design application and use, and
del ete the non-applicabl e sel ections bel ow.

EE R R R I R I O R I R R I R I R I R I R R R I R I R R R R I R L

.1.1.1 Lunber

Speci es and grade: [lnsert Hardwood Species selected] in accordance with
the provisions of AITC 119.]

Speci es and grade: [Douglas fir] [larch], graded in accordance with the
gradi ng provisions of WAWA Tech CGuide. ]

Speci es and grade: Southern Pine, graded by the sane basic provisions as
used for solid sawn |unber in SPIB 1003.]

Provi de species and grade neeting the structural requirenents of ASTM D 3737,
Al TC 113, [AITC 117] [AITC 119] and [applicable building codes] [ASCE 7-05]
[ICCIBC].]

Provi de glued-lam nated kiln-dried and stress-graded | unber neeting the
requirenents of [AITC 117] [AITC 119].]

Det erm ne speci es and grade conbi nation by the design requirenments for each
component and as designated on the shop drawi ngs. Use Al TC | unber
combi nation synbols for this identification.]

Use only glued-Ilamnated structural nenbers having a nmaxi num noi sture
content of 15-percent throughout the entire piece before surfacing and
bondi ng.

khkkhkhhkkhhhdhdhdhhhddhhddhhdhhddhhddhhddhdhddhdhddhdddhddhddhddhddhhddhddhddrhrdrdrddrrdrxdx*x

NOTE: Select one of the foll ow ng appearance grades:
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Preni um grade has the finest appearance with a
snmooth surface free of knot holes and voi ds.

Architectural grade contains nornal growth
characteristics such as tight knots and nedi um
seasoni ng checks.

I ndustrial grade has a greater number of open
defects, including knot holes. Industrial grade is
appropriate for industrial installations, floor
beans, conceal ed construction, or other applications
where appearance is not an inportant consideration

EE R R R R I R R R I I O R R R R I S R Rk I I R I I R R O R O

Provi de gl ued-1am nated structural menbers of Al TC [ Preni unj
[Architectural] [Industrial] G ade,conformng to standards as established
in AlTC 110.

2.1.2 Preservative and Fire-Retardant Treat ment

Rk Ik kR IR Rk I ARk Ik kS R R Rk o R R Ik R I kI SRRk S b o

NOTE: | nclude heading and foll owi ng paragraphs when
fire-retardant treatnment is required to achieve a
specified flanme spread rating. Fire-retardant
treatnent is intended and reconmended only for
interior use and in |ocations not subject to
alternate wetting or drying action

R IR I S bk O bk I S kI I I kS Rk S bk S ok S b S Rk S S bk b S S S S R S

Pressure inpregnate fire-retardant treated wood with an approved process in
accordance with Al TC 109, AWA T1, and AWPA U1L.

Treat structural nenbers to attain a UL flane spread rating not greater
than 25, showi ng no evi dence of progressive conbustion when tested for 30
m nutes in accordance with UL 723 and ASTM E 84.

Ensure penetration of fire-retardant material in treated wood in accordance
with ML-L-19140. Deternine depth of penetration by borer cores taken from
20 pieces of each charge and test. |If 80 percent of the borings neet the
penetration requirenents, the charge is acceptable.

Kiln dry wood after treatnment to renove the noisture injected during
treatnment yielding an average noisture content of not nore than 19 percent.

2.1.3 Adhesi ve

Bond gl ued-1 anmi nated nenbers with a waterproof adhesive conformng to the
test requirenents of ASTM D 3737 for waterproof glue, shear strength and
durability.

2.1.4 Fi ni shes

EE R I R R I R I R I R R R I R I R I R I R R R R R R S R R I R

NOTE: Delete the follow ng paragraphs when finishes

are not required
ER R IR R I R R R R I I I I R R R R I S R R R S R I R R S R R R I I O S I I I S S kI R R S I I

[ Provide gl ued-1lam nated nmenbers with manufacturer's standard wi ped stain
finish, dry-appearance, penetrating acrylic stain and seal er; oven dried
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with mldew and fungus resistance.]

[ Provi de gl ued-1|am nated nmenbers with manufacturer's standard clear finish
two-coat, clear conversion vanish finish; oven dried with nildew and fungus
resi stance. |

[ Provi de gl ued-1am nated nmenbers with one factory-applied coat of sealer to
the ends of menbers imrediately after trinmm ng, and other surfaces dressed
with one coat of penetrating clear sealer.]

[ Provide gl ued-I|am nated nmenbers with one factory-applied coat of sealer to
the ends of nenbers immediately after trimmng. No other sealer is
required.]

[ Provi de unfinished gl ued-|am nated nenbers after final surfacing and
sandi ng. ]

[ Provide gl ued-1am nated nmenbers with standard factory wi ped stain and
clear varnish finish[as indicated by manufacturer's designations] [natch
sampl e] [as selected from manufacturer's full range] [insert color].]

R IR I S bk S b I S kR Sk kS b S b R Sk kS b Rk S S S Sk Sk

NOTE: Delete the follow ng paragraphs when tinber
hardware is not required

EZE IR R R R I I R R I I I R R R R R kS R R R I I R I I I R S O

.1.5 Ti mber Har dwar e

[ Provide structural steel shapes, plates, and flat bars as indicated for
assenbly and connection of nenbers conformng to ASTM A 36/ A 36N. ]

[Provide hot-rolled steel sheet conplying with ASTM A 1011/ A 1011N
structural steel, Type SS, G ade 33.]

[ Provide stainless steel bars and shapes conplying with ASTM A 276 [ Type
304] [Type 316].]

[Provide stainless steel plate, flat bars, and sheet conplying wth
ASTM A 666 [ Type 304] [Type 316].]

EE R I R R R R I R R I R R R R I R I I R R I R R R I I R S R R I R

NOTE: Delete the follow ng paragraphs when anchor
bolts are not required. Anchor bolts are normally

required for colum base connecti ons.
EE IR R I Sk I I I kS S O R R Sk kI kS R Rk kI S S kS kS

Provi de | ow carbon steel anchor bolts with regular hexagon nuts and carbon
steel washers. Provide anchor bolts and nuts confornming to ASTM A 307.

Provi de plain washers conform ng to ANSI B18.22.1 ANSI B18. 22N

Clean oil, dirt, rust, and foreign matter fromall netal surfaces. For
exterior |ocations, provide hot-di pped gal vani zed hardware i n accordance
with ASTM A 153/ A 153V, with coating weight as required for Cass A B, C
or D material as described therein. Coat other nmetal surfaces wth one
coat of manufacturer's standard rust-resisting metal priner applied at a
m ni mum dry-filmthi ckness of 0.038 mllinmeter 1.5 mls
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2.2 QUALI TY CONTRCL
Submit Certificates for G ued-Lam nated Structural Menbers include a
| aboratory report for the | am nated wood and for the | am nating adhesives
as foll ows:
a. Checking of moisture content
b. Surfacing
c. Tenperature of lunber at time of gluing
d. Adhesive mixi ng and spread
e. Adhesive pressure and curing conditions during the manufacturing process
Include in report the results of tests, shear strength, and durability of
the glue line. Conply with the requirenents of ASTM D 3737. Ensure
material tested is typical of a production run of the same material used in

the project. Conduct tests within 6 nonths prior to delivery of the wood.

Provide Certification that structural nmenbers neet the requirenents of
ASTM D 3737 and Al TC 200.

2.3 SURFACES

Submit three sanples, 300 mllinmeter 12-inches |long by sufficient width and
thickness to illustrate the quality and col or of Exposed-to-View Surfaces.

PART 3 EXECUTI ON
3.1 | NSTALLATI ON

Conf or m spaci ng and pl acenent of nenbers and installation nethods as
i ndi cated and approved in accordance with APA EWS T300E

3.2 PROTECTI ON AGAI NST MJ STURE LGSS

After installation, cover each menber with a tenporary water proof
protection to maintain the noisture content of the wood. Maintain
protection until nenbers are enclosed within the building and final coats
are ready for application. Elevate initial building heat gradually to the
desired level. To mininize checking do not reduce the relative hunmdity of
the building rapidly.

-- End of Section --
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