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NOTE: This guide specification covers the

requi renents for furnishing, hauling, and placing
the cast-in-place structural concrete conplete, as
speci fied herein and shown on the contract draw ngs.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itenms, choose applicable itens(s) or
insert appropriate information

Remove information and requirenents not required in
respective project, whether or not brackets are
present.

Conmment s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be submtted as
a Citeria Change Request (CCR

EE R R R R R I I R I R R R I R I I R I R I R R R I R R R S R I R I R

PART 1 GENERAL

R IR I S bk S b kS O Rk S kS IR Sk S b R Rk S S bk b S Sk S S

NOTE: The characteristics that distinguish this
specification from UFGS Section 03 70 00 MASS
CONCRETE, are:

1. Concrete strengths and maxi num permtted
wat er-cenent ratios are specified

2. The proportioning of concrete mixtures is the
responsibility of the Contractor

3. Measur enent of concrete is on the basis of the

actual volunme of concrete within pay lines of the
structure as indicated on the drawings. Paynent is

SECTION 03 31 01.00 10 Page 5



made at contract prices per cubic neter (yard) for
various itens on the schedule. As an option paynent
may be by lunp sumfor various itenms on the schedul e.

4. For large conplex projects, this specification
may be used in conjunction with UFGS Section 03 70
00 MASS CONCRETE. If so used, the portions of the
project to be constructed under the respective
specifications nmust be clearly called out in the
contract docunents

The content of this specification is such that
gui dance given in EM 1110-2-2000, "Standard Practice

n H H
for Concrete", is applicable.
EE IR I Sk S S I S S S R R Rk I S kR Rk Ik I S bk S S kR Sk

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
this paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a RID outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
the i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci ficati on when you choose to reconcile

references in the publish print process.
ER R IR I I R R R R I I I R R R R I I R R R R I I R R R S R R I I R S I I O O I I S kR S O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ACl | NTERNATI ONAL (ACl)

ACl 117 (2006) Standard Specifications for
Tol erances for Concrete Construction and
Material s

ACl 211.1 (1991; R 2009) Standard Practice for

Sel ecting Proportions for Normal,
Heavywei ght, and Mass Concrete

ACl 214R (2002) Recommended Practice for Eval uation
of Strength Test Results of Concrete

ACl 303R (2004) Cuide to Cast-1In-Place
Architectural Concrete Practice
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ACl 305

ACl 318

ACl 318

AASHTO

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

R

M

AMVERI CAN ASSOCI ATI ON OF

( AASHTO)

M 182

(1999; Errata 2006) Hot Wat her Concreting

(2008; Errata 2008) Building Code
Requirements for Structural Concrete and
Coment ary

(2008) Metric Building Code Requirenents
for Structural Concrete and Conmentary

STATE H GHVWAY AND TRANSPORTATI ON OFFI Cl ALS
(2005) Standard Specification for Burlap

Cloth Made from Jute or Kenaf and Cotton
Mat s

ASTM | NTERNATI ONAL ( ASTM

1017/ C 1017M

1059/ C 1059M

1064/ C 1064M

1077

1107/ C 1107M

117

123

1240

1260

127

128

(2007) Standard Specification for Chenical
Adm xtures for Use in Produci ng Fl owi ng
Concrete

(1999; R 2008) Standard Specification for
Latex Agents for Bonding Fresh to Hardened
Concrete

(2008) Standard Test Method for
Tenperature of Freshly M xed
Hydraul i c- Cenent Concrete

(2008a) Standard Practice for Laboratories
Testing Concrete and Concrete Aggregates
for Use in Construction and Criteria for
Laborat ory Eval uation

(2008) Standard Specification for Packaged
Dry, Hydraulic-Cenment Grout (Nonshrink)

(2004) Standard Test Method for Materials
Fi ner than 75-um (No. 200) Sieve in
M neral Aggregates by Washi ng

(2004) Standard Test Method for
Li ghtwei ght Particles in Aggregate

(2005) Standard Specification for Silica
Fume Used in Cenentitious M xtures

(2007) Standard Test Method for Potential
Al kali Reactivity of Aggregates
(Mortar-Bar Met hod)

(2007) Standard Test Method for Density,
Rel ative Density (Specific Gavity), and
Absorption of Coarse Aggregate

(2007a) Standard Test Method for Density,
Rel ative Density (Specific Gravity), and
Absorption of Fine Aggregate
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ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

131

136

142

143/ C 143M

150

1567

171

172

192/ C 192M

231

260

295

309

31/ C 31M

33/ C 33M

39/ C 39M

40

(2006) St andard Test Method for Resistance
to Degradation of Snmall-Size Coarse
Aggregate by Abrasion and Inpact in the
Los Angel es Machi ne

(2006) Standard Test Method for Sieve
Anal ysi s of Fine and Coarse Aggregates

(1997; R 2004) Standard Test Method for
Cay Lunps and Friable Particles in
Aggr egat es

(2008) Standard Test Method for Slump of
Hydraul i c- Cement Concrete

(2007) Standard Specification for Portland
Cenment

(2008) Standard Test Method for Potential
Al kali-Silica Reactivity of Combinations
of Cenentitious Materials and Aggregate
(Accel erated Mortar-Bar Met hod)

(2007) Standard Specification for Sheet
Materials for Curing Concrete

(2008) Standard Practice for Sanpling
Freshly M xed Concrete

(2007) Standard Practice for Making and
Curing Concrete Test Specinmens in the
Laborat ory

(2008c) Standard Test Method for Air
Content of Freshly M xed Concrete by the
Pressure Met hod

(2006) Standard Specification for
Ai r-Entraining Adm xtures for Concrete

(2008) Petrographi c Exanmi nation of
Aggregates for Concrete

(2007) Standard Specification for Liquid
Menbr ane- For mi ng Conpounds for Curing
Concrete

(2008b) Standard Practice for Mking and
Curing Concrete Test Specinmens in the Field

(2008) Standard Specification for Concrete
Aggr egat es

(2005e1e2) Standard Test Method for
Conpressive Strength of Cylindrical
Concrete Speci mens

(2004) Standard Test Method for Organic
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ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM D

ASTM E

42/ C 42M

441

494/ C 494M

535

566

595

597

618

666/ C 666M

803/ C 803M

805/ C 805M

87

881/ C 881M

94/ C 94M

989

75

1155

Impurities in Fine Aggregates for Concrete

(2004) Standard Test Method for btaining
and Testing Drilled Cores and Sawed Beans
of Concrete

(2005) Effectiveness of Pozzol ansor G ound
Bl ast- Furnace Slag in Preventing Excessive
Expansi on of Concrete Due to the

Al kali-Silica Reaction

(2008a) Standard Specification for
Chemi cal Adnmi xtures for Concrete

(2003e1) Standard Test Method for

Resi stance to Degradati on of Large-Size
Coarse Aggregate by Abrasion and Inpact in
the Los Angel es Machi ne

(1997; R 2004) Standard Test Method for
Tot al Evaporabl e Moisture Content of
Aggregate by Drying

(2008a) Standard Specification for Bl ended
Hydraul i ¢ Cenents

(2002) Pul se Velocity Through Concrete

(2008a) Standard Specification for Coal
Fl'y Ash and Raw or Cal ci ned Natural
Pozzol an for Use in Concrete

(2003; R 2008) Resistance of Concrete to
Rapi d Freezi ng and Thaw ng

(2003) Penetration Resistance of Hardened
Concrete

(2008) Rebound Number of Hardened Concrete

(2005) Effect of Organic Inpurities in
Fi ne Aggregate on Strength of Mortar

(2002) Standard Specification for
Epoxy- Resi n- Base Bondi ng Systens for
Concrete

(2009) Standard Specification for
Ready- M xed Concrete

(2009) Standard Specification for G ound
Granul ated Bl ast-Furnace Slag for Use in
Concrete and Mortars

(2003) Standard Practice for Sanpling
Aggr egat es

(1996; R 2008) Standard Test Method for
Det erm ni ng Fl oor Fl atness and Fl oor

SECTION 03 31 01.00 10 Page 9



Level ness Nunbers

ASTM E 1155M (1996; R 2008) Standard Test Method for
Det erm ni ng Fl oor Fl atness and Fl oor
Level ness Nunbers (Metric)

NATI ONAL | NSTI TUTE OF STANDARDS AND TECHNOLOGY (NI ST)

NI ST HB 44 (2007) NI ST Handbook 44: Specifications,
Tol erances, and ot her Techni cal
Requi rements for Wi ghing and Measuri ng
Devi ces

NATI ONAL READY M XED CONCRETE ASSOCI ATI ON ( NRMCA)
NRMCA CPMB 100 (2000) Concrete Pl ant Standards
U S. ARMY CORPS OF ENG NEERS ( USACE)

CCE CRD-C 100 (1975) Method of Sanpling Concrete
Aggr egat e and Aggregate Sources, and
Sel ection of Material for Testing

CCE CRD-C 104 (1980) Method of Cal culation of the
Fi neness Modul us of Aggregate

CCE CRD-C 114 (1997) Test Method for Soundness of
Aggr egates by Freezing and Thaw ng of
Concrete Speci nmens

CCE CRD-C 130 (2001) Standard Reconmended Practice for
Estimati ng Scratch Hardness of Coarse
Aggregate Particles

CCE CRD-C 143 (1962) Specifications for Meters for
Automatic I ndication of Misture in Fine
Aggr egat es

CCE CRD-C 400 (1963) Requirenents for Water for Use in
M xi ng or Curing Concrete

CCE CRD-C 521 (1981) Standard Test Method for Frequency
and Amplitude of Vibrators for Concrete

CCE CRD-C 94 (1995) Specification for Surface Retarders

1.2 UNI T PRI CES

EE R R I R R I R R R I I O R R R R R Sk S R Rk R I Rk S I I R R O

NOTE: If Section 01 22 00.00 10 MEASUREMENT AND
PAYMENT is included in the project specifications,
this paragraph title (UNIT PRICES) should be deleted
fromthis section and the renmi ning appropriately
edi t ed subparagraphs bel ow shoul d be inserted into
Section 01 22 00.00 10.

Consult the concrete materials design nemorandumto

choose the appropriate cenentitious materials and
adm xtures for neasurenent and paynent.

SECTION 03 31 01.00 10 Page 10
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1.2.1 Structure [ ]
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NOTE: Repeat this lunp sumbid itemand its
respective subparagraphs for each structure to be
paid for by lunp sum renunbering the bid itemns
appropriately. Lunmp sumbid items should be
inserted in paragraph LUMP SUM BID | TEMS of Section
01 22 00.00 10 MEASUREMENT AND PAYMENT

EE R I R R R R I R I R I R R I R I R I R I R R I R I R R R R R I R

1.2.1.1 Payment

Payment will be made for costs associated with operations necessary for
construction of the structure at Station |

1.2.1.2 Unit of Measure
Unit of neasure: |unp sum

1.2.2 Concrete for | ]

EZE IR R R R I I R R I I I R R R R R kS R R R I I R I I I R S O

NOTE: Repeat this bid itemand its respective
subpar agraphs for each bid item of concrete,
renunbering the bid itens appropriately. Unit price
bid itens should be inserted in paragraph UNIT PRI CE
BID | TEMS of Section 01 22 0.00 10 MEASUREMENT AND
PAYMENT.

Rk Ik kb Sk R IR Rk kS ARk Ik Sk S R R Rk kR kR Ik S I SRRk ko b o

1.2.2.1 Paynment

Payment will be nmade for costs associated with conpleting the concrete work

for concrete placed inthe [ ]. However, these costs will not include
the cost of enbedded parts that are specified to be paid for separately.
No payment will be made for concrete, as such, that is placed in structures

of which paynent is nmade as a | unp sum
1.2.2.2 Measur enment

Concrete will be neasurenent for paynent based upon the actual vol une of
concrete within the pay lines of the structures as indicated on the

drawi ngs. Measurenent of concrete placed against the sides of any
excavation without the use of intervening forms shall be nmade only within
the pay lines of the structure. No deductions shall be nmade for rounded or
bevel ed edges, space occupied by netal work, electrical conduits or
reinforcing steel, or for voids or enbedded itens that are either |ess than
0.14 cubic neters 5 cubic feet in volune or 0.09 square neter 1 square foot
in cross section.

1.2.2.3 Unit of Measure

Unit of neasure: cubic neters yards.

SECTION 03 31 01.00 10 Page 11
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3

SUBM TTALS
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NOTE: Review submttal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project. Submittals should be kept
to the mninumrequired for adequate quality control.

A “G following a submittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G" if the subnmittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Government approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DJO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R R R I R I R R R R I R I R I R I R R R I R I R R S R R R I R

CGovernment approval is required for subnittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submittal for the
CGovernment.] The following shall be submitted in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:

SD- 03 Product Data

Concrete M xture Proportioning[; CGI[; G [___ 11

Concrete m xture proportions shall be determ ned by the
Contractor and subnmitted for review The concrete m xture
quantities of all ingredients per cubic neter yard and nom na
maxi mum coar se aggregate size that will be used in the manufacture
of each quality of concrete shall be stated. Proportions shal
i ndi cate the mass of cenent, pozzol an and ground granul at ed
bl ast-furnace (GGBF) slag when used, and water; the nass of
aggregates in a saturated surface-dry condition; and the
quantities of admi xtures. The subm ssion shall be acconpani ed by
test reports froma |laboratory conmplying with ASTM C 1077 which
show that proportions thus selected will produce concrete of the
qualities indicated. No substitution shall be nmade in the source

SECTION 03 31 01.00 10 Page 12



or type of materials used in the work without additional tests to
show that the quality of the new naterials and concrete are

sati sfactory.

Batch Plant[; C[; G [___ 11

The Contractor shall subnmit batch plant data to the Contracting
O ficer for review for conformance with applicable specifications.

Concrete M xers
Capacity

The Contractor shall subnmit concrete mxer data which includes
the make, type, and capacity of concrete m xers proposed for
m xi ng concrete.

Conveyi ng Equi pnent

Data on the conveyi ng equi prent and methods for transporting,
handl i ng, and depositing the concrete.

Pl aci ng Equi pnent
Data on placi ng equi pnent and net hods.
Tests and | nspecti ons
Testing Technici ans
Concrete Transportation Construction Inspector (CTCl)
Concrete Construction Inspector (CCl)

Statenments that the concrete testing technicians and the
concrete inspectors neet the specified requirenents.

Construction Joint Treatnment[; C[; G |

The met hod and equi prent proposed for joint cleanup and waste
di sposal shall be subrmitted for review and approval .

Curing and Protection[; C[; G |

The curing nedi um and nethods to be used shall be subnitted for
revi ew and approval .

Col d-Weat her Placing[; C[; G [____ 1]

If concrete is to be placed under col d-weather conditions, the
proposed materials, nethods, and protection shall be subnmitted for

approval .
Hot - Weat her Placing[; C[; G [____ 1]
Finishing[; G[; G [_____ 11

If concrete is to be placed under hot-weather conditions, the
proposed materials and nethods shall be submitted for review and
approval .

SD- 04 Sanpl es

Aggregates[; CG[; G [___ 11

SECTION 03 31 01.00 10 Page 13



Cenmentitious Materials, Adm xtures, and Curing Conpound[; C][; G

Sanpl es of materials for governnment testing and approval.
SD- 06 Test Reports

Quality of Aggregates[; CGI[; G [___ 11

Aggregate quality tests shall be submtted at |east 30 days
prior to start of concrete placenent.

M xer Uniformty.

The results of the initial mxer uniformty tests shall be
submitted at least 5 days prior to the initiation of placing.

Tests and | nspections

Test results and inspection reports shall be subnitted daily and
weekl y.

SD-07 Certificates

EZE IR R R R I I R R I I I R R R R R kS R R R I I R I I I R S O

NOTE: Delete the requirenments for Certificates for
air entrai nment adm xtures, other chemi cal

adm xtures, curing conpounds, portland cenent and
pozzolan if the optional parts of paragraph

CEMENTI Tl QUS MATERI ALS, ADM XTURES, AND CURI NG
COVPOUND, i s used.

Rk Ik kb Sk R IR Rk kS ARk Ik Sk S R R Rk kR kR Ik S I SRRk ko b o

[Cenentitious Materials[; G[; G [____ 11

Cenmentitious Materials, including Cenent and Pozzol an, [and
Ground Granul ated Bl ast-Furnace Slag] will be accepted on the
basis of the manufacturer's certification of conpliance,
acconpanied by m |l test reports that nmaterials neet the
requi renents of the specification under which they are furnished.
Certification and m Il test reports shall be from sanples taken
fromthe particular ot furnished. No cenentitious materials
shal | be used until notice of acceptance has been given by the
Contracting OFficer. Cenmentitious materials will be subject to
check testing from sanpl es obtai ned at the source, at transfer
points, or at the project site, as schedul ed by the Contracting
O ficer, and such sanpling will be by or under the supervision of
the Governnent at its expense. Material not neeting
specifications shall be pronptly renoved fromthe site of work.]

| mpervi ous- Sheet Curing Materials

| mper vi ous- Sheet Curing Materials shall be certified for
conpliance with all specification requirenents.

[Air-Entraining Adm xture

Air-Entraining Adm xture shall be certified for conpliance with
all specification requirenents.]
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[ & her Chenical Adni xtures

O her Chemi cal Adm xtures shall be certified for conpliance with
all specification requirenents.]

[ Menbr ane- Formi ng Curing Conpound

Menmbr ane- For mi ng Curing Conpound shall be certified for
conpliance with all specification requirenents.]

Epoxy Resin
Lat ex Bondi ng Conpound

Epoxy Resin and Latex Bondi ng Conpound shall be certified for
conpliance with all specification requirenents.

Nonshri nk Grout

Descriptive literature of the Nonshrink G out proposed for use
shal |l be furnished together with a certificate fromthe
manuf acturer stating that it is suitable for the application or
exposure for which it is being considered.

4 GOVERNMENT TESTI NG AND SAMPLI NG

The Government will sanple and test aggregates and concrete to determne
conpliance with the specifications. The Contractor shall provide
facilities and | abor as nay be necessary for procurenment of representative
test sanples. Sanples of aggregates will be obtained at the point of
batching in accordance with ASTM D 75. Concrete will be sanpled in
accordance with ASTM C 172.

4.1 Preconstruction Sanpling and Testing

.4.1.1 Aggr egat es

Rk Ik Sk kR IR Rk Ik I S o S kR Rk S R Rk Sk ko kR Ik S kb

NOTE: The Desi gner should consult the appropriate
DM identify the sources for aggregates, and attach
themto the end of this section. A Format Tenpl ate
for Aggregate Sources is located in the Tenplate
Menu of UFGS. Contact the Director, U S. Arny Corps
of Engi neers, Engi neer Research and Devel opnent
Center - Structures Laboratory, 3909 Halls Ferry
Road, Vicksburg, M ssissippi 39180-6199, ATTN
CEERD- SC for information to fill in the blanks bel ow

EE R R I I R R R I R R R R R I R I R I R I R R R I I R R S R R I R I

The aggregate sources listed at the end of this section for aggregates have
been tested and at the tine testing was perforned were capabl e of producing
materials of a quality required for this project provided suitable
processing is perforned. The Contractor nmay furnish nmaterials froma
|isted source or froma source not listed. Sanples fromany source of
coarse aggregate and any source of fine aggregate selected by the
Contractor, consisting of not less than [70] [__ ] kg [150] [__
of each size coarse aggregate and [35] [__ ] kg [75] [___ ] pounds of
fine aggregate taken under the supervision of the Contracting Oficer in
accordance with COE CRD-C 100 shall be delivered to | ] within 15 days
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after notice to proceed. Sanpling and shipnent of sanples shall be at the
Contractor's expense. [__ ] days will be required to conplete eval uation
of the aggregates. Testing will be performed by and at the expense of the
Government in accordance with the applicable COE CRD-C or ASTMt est

net hods. The cost of testing one source for each size of aggregate will be
borne by the Governnment. |If the Contractor selects nore than one source
for each aggregate size or selects a substitute source for any size
aggregate after the original source was tested, the cost of that additiona
testing will be borne by the Contractor. Tests to which aggregate may be
subjected are listed in paragraph QUALITY. The material fromthe proposed
source shall neet the quality requirenents of this paragraph. The
Covernment's test data and other information on aggregate quality of those
sources listed at the end of this section are included in the Design

Menor andum and are available for reviewin the district office. Testing of
aggregates by the Government does not relieve the Contractor of the
requirenents outlined in paragraph TESTS AND | NSPECTI ONS

1.4.1.2 Cenentitious Materials, Adm xtures, and Curing Conpound

Rk Rk kR IR R R I I S o S S I Rk Ik Sk b o R R R R Rk Sk kS S I kb R R b o

NOTE: When the optional sentence below is del eted,
the correspondi ng manufacturer's certification
descri bed i n paragraph SUBM TTALS shoul d be used.
EM 1110- 2- 2000, "Standard Practice for Concrete,"
provi des gui dance in selecting the options for
Governnment or for Contractor testing."

Rk Ik kR IR Rk I kb S O I ARk Ik Ik b o R R R R Rk kb S I kb S R I R

At | east 60 days in advance of concrete placenent, the Contractor shal
notify the Contracting O ficer of the sources for cenentitious materials,
admi xtures, and curing conpound, along with sanpling |ocation, brand nane,
type, and quantity to be used in the manufacture and/or curing of the
concrete.

1.4.2 Construction Testing by the Governnent

[Sampling and testing will be perforned by and at the expense of the
CGovernment except as otherwi se specified. No material shall be used unti
noti ce has been given by the Contracting Officer that test results are
satisfactory.][ The Governnent will sanple and test chem cal adm xtures,
curing conpounds, and cenentitious materials.]

1.4.2.1 Chemi cal Adm xtures Storage

Chemi cal adm xtures that have been in storage at the project site for

| onger than 6 nonths or that have been subjected to freezing shall be
retested at the expense of the Contractor when directed by the Contracting
Oficer and shall be rejected if test results are not satisfactory.

Chem cal adm xtures will be accepted based on conpliance with the

requi renents of paragraph CHEM CAL ADM XTURES

1.4.2.2 Cenment and Pozzol an

EE R R I I R I I R I R R R I R I R I R I R R R I R I R R I R I R I R

NOTE: Delete this paragraph if materials are to be
accepted on the basis of a manufacture's
certification of conpliance and mll test reports,
and the optional sentence in paragraph SUBM TTALS,
SD-07 Certificates will be used. See the
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appropriate DM or consult the Materials Engineer to
sel ect prequalified sources, (1) and (2), sealed
bins, (3) and (4), or both options, (1), (2), (3)
and (4). Selection of the seal ed bin nethod,

subpar agraphs (3) and (4), nmust be fully justified
in the appropriate DM

EE R R R R I I R R I I I R R R I R I S S R R R I I Rk I I R R O R I O

I f cement or pozzolan is to be obtained fromnore than one source, the
initial notification shall state the estimated anpbunt to be obtained from
each source and the proposed schedul e of shipnents.

[a. Prequalified Cenent Sources - Cement shall be delivered and used
directly froma mll of a producer designated as a qualified source.
Sanpl es of cement for check testing will be taken at the project site
or concrete-producing plant by a representative of the Contracting
Oficer for testing at the expense of the Government. A list of
prequalified cenent sources is available fromDirector, US. Army Corps
of Engi neers, Engi neer Research and Devel opnent Center - Structures
Laboratory, 3909 Halls Ferry Road, Vicksburg, M5 39180-6199, ATTN:
CEERD- SC. ]

[b. Prequalified Pozzol an Sources - Pozzol an shall be delivered and
used directly froma producer designated as a qualified source.

Sanpl es of pozzolan for check testing will be taken at the project site
by a representative of the Contracting Oficer for testing at the
expense of the Government. A list of prequalified pozzolan sources is
avail able fromthe Director, U S. Arny Corps of Engi neers, Engineer
Research and Devel opnent Center - Structures Laboratory, 3909 Halls
Ferry Road, Vicksburg, M 39180-6199, ATTN. CEERD- SC.]

[c. Nonprequalified Cenent Sources - Cement, if not froma
prequalified source, will be sanpled at the source and stored in seal ed
bi ns pending conpletion of testing. Sanpling, testing, and the

shi pping i nspection fromthe point of sanpling, when the point is other
than at the site of the work, will be nade by or under the supervision
of the Government and at its expense. No cenent shall be used unti

noti ce has been given by the Contracting Oficer that test results are

satisfactory. In the event of failure, the cenment may be resanpled and
tested at the request of the Contractor, at his expense. \Wen the
poi nt of sanpling is other than at the site of the work, the fill gates

of the sanpled bin and conveyances used in shipnment will be seal ed
under Covernment supervision and kept sealed until shipnment fromthe
bi n has been conpleted. |If tested cenent is rehandled at transfer
points, the extra cost of inspection shall be at the Contractor's
expense. The cost of testing cement excess to project requirenents
shal |l also be at the expense of the Contractor. The charges for
testing cenent at the expense of the Contractor will be deducted from
t he paynments due the Contractor at a rate of [__ ] dollars per ton
(rmetric) (2000 |b) of cement represented by the tests.]

R IR I S bk O b I S S I S I Rk S S b S R Rk S b S S I bk b S bk R S

NOTE: To fill in the blank for cost of testing
excess cenment contact the Structures Laboratory,
Concrete Division at WES.

Rk Ik kR IR Rk ko o S S S S R R Rk R Rk kR R I I I R Ik b o b o

[d. Nonprequalified Pozzol an Sources - Pozzolan, if not froma
prequalified source, will be sanpled at the source and stored in seal ed
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bi ns pendi ng conpl etion of certain tests. Pozzolan will also be
sanmpled at the site when deternined necessary. All sanpling and
testing will be by and at the expense of the Governnent. Release for
shi pmrent and approval for use will be based on conpliance with 7-day
i me-pozzol an strength requirenments and ot her physical and chem cal and
uniformty requirenents for which tests can be conpleted by the tine
the 7-day |inme-pozzolan strength test is conpleted. Release for

shi prent and approval for use on the above basis will be contingent on
continuing conmpliance with the other requirements of the
specifications. |If a bin fails, the contents may be resanpled and
tested at the Contractor's expense. In this event the pozzolan nmay be
sanpled as it is |loaded into cars, trucks, or barges provided they are
kept at the source until released for shiprment. Unsealing and

reseal ing of bins and sealing of shipping conveyances will be done by
or under the supervision of the Governnent. Shipping conveyances wl |
not be accepted at the site of the work unless received with all seals
intact. |f pozzolan is danaged in shipnent, handling, or storage, it
shall be promptly renmoved fromthe site of the work. Pozzolan that has
not been used within 6 nonths after testing shall be retested at the
expense of the Contractor when directed by the Contracting Oficer and
shall be rejected if the test results are not satisfactory. |If tested
pozzolan is rehandl ed at transfer points, the extra cost of inspection
shall be at the Contractor's expense. The cost of testing excess
pozzol an shall be at the Contractor's expense at a rate of [__ ]
cents per ton (netric) (2000 Ib). The ambunt will be deducted from
paynment to the Contractor.]

1.4.2.3 Concrete Strength

Conpressive strength test specinens will be nade by the Governnent and
cured in accordance with ASTM C 31/ C 31N and tested in accordance with
ASTM C 39/ C 39N. The strength of the concrete will be considered
satisfactory so long as the average of all sets of three consecutive test
results equals or exceeds the specified conpressive strength f'c and no

i ndividual test result falls below the specified strength f'c by nore than
3.5 MPa 500 psi. A "test" is defined as the average of two conpanion
cylinders, or if only one cylinder is tested, the results of the single
cylinder test. Additional analysis or testing, including nondestructive
testing, taking cores and/or |oad tests may be required at the Contractor's
expense when the strength of the concrete in the structure is considered
potentially deficient.

a. Investigation of Low Strength Test Results - Wen any strength test
of standard-cured test cylinders falls below the specified strength
requi renent by nore than 3.5 MPa 500 psi or if tests of field-cured
cylinders indicate deficiencies in protection and curing, steps shal

be taken to assure that the | oad-carrying capacity of the structure is
not jeopardi zed. Nondestructive testing in accordance with ASTM C 597,
ASTM C 803/ C 803, or ASTM C 805/ C 805N nay be permtted by the
Contracting Oficer to estimate the relative strengths at various
locations in the structure as an aid in evaluating concrete strength in
pl ace or for selecting areas to be cored. Such tests shall not be used
as a basis for acceptance or rejection

b. Testing of Cores - Wen the strength of concrete in place is

consi dered potentially deficient, cores shall be obtained and tested in
accordance with ASTM C 42/ C 42N. At least three representative cores
shal |l be taken from each nmenber or area of concrete in place that is
considered potentially deficient. The |ocation of cores will be
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determi ned by the Contracting Officer to |least inpair the performance
of the structure. Concrete in the area represented by the core testing
wi Il be considered adequate if the average strength of the cores is
equal to at |east 85 percent of the specified strength requirenent and
if no single core is less than 75 percent of the specified strength
requi renent.

c. Load Tests - If the core tests are inconclusive or inpractical to
obtain or if structural analysis does not confirmthe safety of the
structure, load tests nmay be directed by the Contracting Officer in
accordance with the requirenents of ACI 318N ACI 318. Concrete work
eval uated by structural analysis or by results of a |oad test shall be
corrected in a nanner satisfactory to the Contacting Officer. All

i nvestigations, testing, load tests, and correction of deficiencies
will be performed and approved by the Contracting Oficer at the
expense of the Contractor, except that if all concrete is in conpliance
with the plans and specifications, the cost of investigations, testing,
and |oad tests will be at the expense of the Governnent.

DESI GN REQUI REMENTS

Concrete Strength

EE R I R R R R I R I R R R R R I R I R I R I R R R I R R S R R R S R L

NOTE: Consult the Structural Design Engi neer and
the appropriate DMto fill in the bl anks.

Rk Ik kR IR Rk I kb S O I ARk Ik Ik b o R R R R Rk kb S I kb S R I R

Speci fied conpressive strength f'c shall be as follows:

R IR R I S R I R I I R R R I Ik kI Ik O kI I R Rk I I S R Sk A

NOTE: The foll owi ng conpressive strengths are in
Metric.

R R R R E R RS EEEEEREEEEEEEEEREEEREEEEREEEEEEEREEEEEEEREEEEEEEEEE R RS SRR SRR EEEEE R TSRS

COVPRESS| VE STRENGTH ( MPa)

[

— e —

STRUCTURE OR PORTI ON OF STRUCTURE

34.5 @[____ ] days [ 11
27.6 @[____ ] days [ 11
20.7 @[____] days [ 11
17.2 @[____ ] days [ 11

1 @ ] days [ 1]

Rk Ik kR IR Rk I kR SRRk ok bk S R R Sk kS I Rk o b o

NOTE: The foll owi ng conpressive strengths are in
Engl i sh.

EE R I I R R R R I I R O I I R R R R I R I I R I R I R R R R I I R R R S I R R R I R

COMPRESSI VE STRENGTH ( PSI)

STRUCTURE OR PORTI ON OF STRUCTURE

[5,000 @[____ ] days [ 1]

[4,000 @[____] days [ 11

[3,000 @[____] days [ 1]

[2,500 @[____] days [ 1]

[[___ ] @[_____] days [ 1]
1.5.2 Maxi mum Wat er - Cement (WC) Ratio

EE R R R I R I O R I R R R I R I R I R I R R R I R R R R R I R L
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NOTE: Consult EM 1110-2-2000 and the appropriate DM
to fill in the blanks and to select the appropriate
WC. \Wen cenmentitious materials other than
portland cenent are used, see paragraph CONCRETE
PROPORTI ONI NG, for definitions of WC.

EE R R R R R I R R R R I R I R I R I R R R I R R S R R I R

Maxi mum W C shall be as foll ows:

WATER- CEMENT RATI O, BY MASS STRUCTURE OR PORTI ON OF STRUCTURE
[0.40 [ 1]
[0.45 [ 1]
[0.50 [ 11
[0.55 [ 11
[0.60 [ 1]
[0.65 [ 1]

These WC s may cause higher strengths than that required by paragraph
CONCRETE STRENGTH

.6 CONSTRUCTI ON TOLERANCES

EE R I R R R R I R I R R R R R I R I R I R I R R R I R R S R R R S R L

NOTE: Finished or formed surfaces subject to
hi gh-vel ocity flow (12 mis (40 fps) and greater)

will nmeet the tolerances for Cass A HV surfaces
specified in paragraph Fornmed Concrete Surfaces
bel ow.

EE R I R I R R I R I R I R R I R I I R I R I R R R I R I R R R I R

Except as specified otherwi se, a plus tolerance increases and a m nus

tol erance decreases the dinension to which it applies. A tolerance w thout
sign neans plus or mnus. Were only one sign is specified, there is no
limt in the other direction. Tolerances are not cunulative. The nost
restrictive tolerance will control. Tolerances shall not extend the
structure beyond | egal boundari es.

a. Level and grade tol erance neasurenents of slabs shall be made
as soon as possible after finishing. Wen forns or shoring are
used, the neasurenents shall be nade prior to renoval

b. Construction tol erances shall neet the requirenments of AC 117
and any of the follow ng requirenments that are applicable.

.6.1 Formed Concrete Surfaces

For High Velocity flow, Cass A-Hv-Abrupt variation, a positive offset

bet ween concrete surfaces is a raise of elevation in the direction of water
flow and a negative offset is a drop of elevation in the direction of the
wat er fl ow.

Direction of water flow +0 mr O inches
-3 mr 1/8 inch

Per pendi cul ar to the 3 mr 1/8 inch
direction of water flow
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1.6.2 Fl oor Finish by the F-Nunmber System

Rk Ik kb Sk R R IR R R I kI ARk Sk R R Rk I o b Sk kS R R Ik Sk b S R o

NOTE: Delete this paragraph if floor finish

tol erances are not applicable. |If surface is
subjected to high-velocity flow (12 mis (40 fps) or
greater), the tolerances for O ass A-HV surfaces
speci fi ed under paragraph Formed Concrete Surfaces
above, apply. Be aware that the "very flat surface"
is difficult to obtain and may require special

fini shing techni ques.

Refer to EM1110-2-2000 for gui dance on the F-Number
System Refer to the appropriate DMfor a list of
floor locations and F-Nunbers to insert in the

bl anks.

EE R I R R I R I R I R R R I R I R I R I R R R R R R S R R I R

The flatness and | evel ness of the floors in the following listed areas
shall be carefully controlled and the tol erances shall be measured by the
F- Number system

[ 1]
[ 1]

The Contractor shall furnish a floor profilograph or other equi pnent

capabl e of neasuring the floor flatness (FF) nunber and the floor |evel ness

(FL) nunber, in accordance with ASTM E 1155V ASTM E 1155. The Contractor

shal | performthe tol erance nmeasurenents whil e being observed by the

Contracting Oficer. The tolerance requirenent will be

FF[ 1/ FL[ ]. Special finishing procedures and special care will be

required to neet these tol erances.

1.6.3 Tunnel Linings, Conduits, and Filling and Enptying Cul verts
Wat er Conveyi ng:
Lateral alignnent
Centerline alignment 13 mr 1/ 2 inch
I nsi de di nensi ons 0. 005 tines inside dinension

Level alignnent
Profil e grade 13 mr 1/2 inch

Cross-Sectional dinension
Tunnel and cul vert lining -0 mr 0 inch

1.6.4 Appear ance
Per manent |y exposed surfaces shall be cleaned, if stained or otherw se

di scol ored, by a nethod that does not harmthe concrete and that is
approved by the Contracting Oficer
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PART 2 PRODUCTS

2.

2.

1 MATERI ALS

1.1 Cenentitious Materials

EE R R R R I I R R I I I R R R I R I S S R R R I I Rk I I R R O R I O

NOTE: See the appropriate DMto sel ect the proper
requirenents for the Cenentitious Materials Options.
O her cenentitious materials nmay be added if
specifically recomended and approved in the
concrete materials DM

EE R R R R I R R R I I O R R R R I S R Rk I I R I I R R O R O

Cenentitious materials shall be portland cenent, portland-pozzol an cenent,
portland bl ast-furnace slag cenent, portland cenent in conbination with
pozzolan or G&BF slag [or [__ 1] [or portland cenent in conbination with
silica fune] and shall conformto appropriate specifications |isted bel ow
Use of cementitious materials in architectural concrete shall be restricted
to one col or, one source, and one type.

.1.1.1 Portl and Cenent

ASTM C 150, Type | or 11, except that the maxi rum anount of C3A in Type
cement shall be 15 percent [including the heat of hydration at 7 days]
[including fal se set requirenents] [low al kali when used wi th aggregates
listed at the end of this section which require it.] [In lieu of

| owal kali cenent, the Contractor nay use a conbination of portland cenent
that does not neet the lowalkali requirenent with a pozzolan or GGBF sl ag
provided the following requirenent is net. The expansion of the proposed
conbi nati on when tested in accordance with ASTM C 441 shall be equal to or
| ess than the expansion of a |low al kali cenent neeting the requirenments of
ASTM C 150 when tested in general conformance with ASTM C 441. The
expansion tests shall be run concurrently at an independent |aboratory that
is nationally recognized to performsuch tests. The Governnent reserves
the right to confirmthe test results and to adjust the percentage of
pozzolan or slag in the conmbination to suit other requirenents.] [white
portl and cenment shall meet the above requirenents except that it may be
Type |, Type II, or Type Ill [low alkali]. Wite Type IIl may be used only
in specific areas of the structure, when approved in witing by the
Contracting O ficer.]

.1.1.2 H gh-Early-Strength Portland Cenent

ASTM C 150, Type II1, [with C3Alimted to [5][8] percent][low al kali when
used with aggregates listed at the end of this section which require
it][used only when specifically approved in witing].

.1.1.3 Pozzol an, Other than Silica Fune

Pozzol an shall conformto ASTM C 618, Cass [C] [F], with the optiona
requirenents for nmultiple factor, drying shrinkage, and unifornty of Table
2A. Table 1A requirenent for nmaxi num al kalies shall apply when used with
aggregates listed at the end of this section to require low al kali cenent.

.1.1.4 [ G ound G anul ated Bl ast - Furnace Sl ag

Ground Granul ated Bl ast-Furnace Slag shall conformto ASTM C 989, G ade
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2.1.1.5 [Silica Fune
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NOTE: Optional Table 2 in ASTM C 1240 shall be

i ncl uded when used with aggregates listed to require
| owal kali cenment. Oher requirenents in Table 4
may be specified if necessary. Refer to EM
1110- 2- 2000 for gui dance.

R IR I S bk S bk kS I I kS Rk S bk S bk S b S R R S b b S S Sk Rk S

Silica fune may be furnished as a dry, densified naterial or as a slurry.
Silica funme, unprocessed, or before processing into a slurry or a densified
material, shall conformto ASTM C 1240 with [Table 2 and Jthe Specific
Surface Area and Unifornmity Requirenments in Table 4 invoked.

The Contractor shall provide at his expense the services of a

manuf acturer's technical representative, experienced in mxture
proportioning, placenent procedures, and curing of concrete containing
silica fune. The manufacturer's representative shall be available for
consul tation by both the Contractor and the Governnent during mxture
proportioning, planning, and production of silica-fume concrete and shal
be onsite immediately prior to and during at |least the first placenent of
concrete containing silica fume, and at other tines if directed.]

2.1.1.6 Bl ended Hydraulic Cenent

[Portl and bl ast-furnace slag cenent shall conformto ASTM C 595, Type
IS.][ Portland-pozzol an cenent shall conformto ASTM C 595, Type |P.]

2.1.2 Aggr egat es

2.1.2.1 Cener a

EE R R R I R I R R R R I R I R I R I R R R I R I R R S R R R I R

NOTE: The list of sources and required tests and
test limts will be taken fromthe concrete
materials DM however, if the materials DMwi Il be
nmore than five (5) years old at time of the proposed
i ssuance of the solicitation, then the Designer nmnust
update the materials infornation prior to the

i ssuance of the soliciatation

EE IR R R I R R I I R R I I O R R R R S S R Ik Rk S I I R R O O

Concrete aggregates may be furnished from any source capable of neeting the
quality requirenments as stated in paragraph QUALITY. The sources listed at
the end of this section were evaluated during the design phase of the
project in [19 ][20_ ] and were found at that tine capable of neeting the
quality requirements when suitably processed. No guarantee is given or
inplied that any of the listed sources are currently capable of producing
aggregates that nmeet the required quality stated in paragraph QUALITY. A
Desi gn Menorandum containing the results of the governnent investigation
and test results is available for reviewin the [ ] district office.
Contact [__ ] at [__ ] to arrange for review of the nmenorandum The
test results and conclusions shall be considered valid only for the sanple
tested and shall not be taken as an indication of the quality of al

material froma source nor for the anpunt of processing required. Fine and
coarse aggregates shall conformto the grading requirenents of

ASTM C 33/ C 33N. The nom nal naxi mum size shall be as listed in paragraph
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NOM NAL MAXI MUM SI ZE COARSE AGGREGATE. Where the use of highway depart nent
gradations are permtted, proposed gradations shall be submitted for
approval .

2.1.2.2 Concrete Aggregate Sources

EE R R R R I I R R I I I R R R I R I S S R R R I I Rk I I R R O R I O

NOTE: |If an aggregate source is provided by the
Governnent, the appropriate paragraphs from UFGS
Section 03 70 00 MASS CONCRETE shoul d be used.

EE R R I R R I R I R I R R I R I R I R I R R R I R R R I R R I R

a. List of Sources - The concrete aggregates sources nay be sel ected
fromsources listed at the end of this section.

b. Selection of Source - After the award of the contract, the
Contractor shall designate in witing only one source or conbination of
sources fromwhi ch he proposes to furnish aggregates. |f the
Contractor proposes to furni sh aggregates froma source or from sources
not listed at the end of this section, he may designate only a single
source or single conbination of sources for aggregates. Regardless of
t he source, selected sanples for acceptance testing shall be provided
as required by paragraph GOVERNMENT TESTI NG AND SAMPLING. If a source
for coarse or fine aggregates so designated by the Contractor does not
neet the quality requirements stated in paragraph QUALITY, the
Contractor may not submt for approval other non-listed sources but
shal |l furnish the coarse or fine aggregate, as the case may be, from
sources listed at the end of this section at no additional cost to the
Gover nment .

2.1.2.3  Quality

Rk Ik kR IR Rk I kI AR Sk R R R R o b Sk R IRk I S b S b

NOTES: The tests selected should be those which are
applicable to the concrete to be used in the
project. These tests may include those in the
following list in addition to others not Iisted.

See EM 1110-2-2000 for schedul e of tests.

A list of properties and test values are unique to
each project and should be taken fromthe concrete
mat eri al s desi gn menorandum Delete the quality
tests not required in the design nmenorandum

The petrographic exam nati on shall be used to
identify del eterious substances in aggregates.

Del et eri ous substances shall be listed individually
with respective linits.

Dependi ng upon the quality of aggregates avail abl e,
sonme tests may not be required. Refer to EM
1110- 2- 2000 for the purpose of each test.

This note may be di sregarded for regi ons where

Al kali-Silica Reactivity (ASR) is not a concern
Some aggregate sources may exhibit an ASR
potential. ASR is a potentially deleterious
reaction between alkalis present in concrete and
sonme siliceous aggregates, reference EM 1110-2-2000
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par agraph 2-3b(6) and appendix D. Were ASR is
known or suspected to pose a concern for concrete
durability, it is recomrended that aggregates
proposed for use in concrete be evaluated to
determ ne ASR potential and an effective

mtigation. EM 1110-2-2000, provides
reconmendations for evaluating and nmitigating ASR in
concrete m xtures. Aggregate evaluations may not be
practical for projects requiring small quantities of
concrete (less than 250 cubic yards).

UFGS Section 32 13 11 CONCRETE PAVEMENT FOR

Al RFI ELDS AND OTHER HEAVY- DUTY PAVEMENTS MORE THAN
10, 000 CUBI C YARDS, paragraph 2.2.1.2 Alkali-Silica
Reactivity, provides a specification nethod for the
Contractor to evaluate and mitigate ASR in concrete
m xtures. The expansion linmts specified in UFGS
02753 are requirenents for pavenents and exterior
slab construction. For structural concrete
applications the neasured expansion shall be |ess

than 0.10 percent. It may not be economcal or
practical to specify different test limt
requi renents for use on the same project. |n which

case the lower linit required by the application
shoul d be used.

The designer may use the specification nmethod in
UFGS Section 32 13 11 CONCRETE PAVEMENT FOR

Al RFI ELDS AND OTHER HEAVY- DUTY PAVEMENTS MORE THAN
10, 000 CUBI C YARDS by incorporating the rel evant
paragraphs into this specification, or may use the
followi ng requirenents (retain either the 0.10 or
the 0.08 percent expansion limts as appropriate)
included in the set of brackets highlighted thus

EE R I R R R R I R I R R R R I R I R R I R I R R I R R R R R I R

Fi ne and coarse aggregates delivered to the m xer shall "[be tested and
eval uated for al kali-aggregate reactivity in accordance with ASTM C 1260
The fine and coarse aggregates shall be evaluated separately and in

conbi nation, which matches the Contractor's proposed m x design
proportioning. All results of the separate and conbi nation testing shal
have a neasured expansion |ess than 0.10 (0.08) percent at 16 days after
casting. Should the test data indicate an expansion of 0.10 (0.08) percent
or greater, the aggregate(s) shall be rejected or additional testing using
ASTM C 1260 and ASTM C 1567 shall be perforned. The additional testing
usi ng ASTM C 1260 and ASTM C 1567 shall be perfornmed using the |ow al kal
portland cenent in conbination with ground granul ated bl ast furnace (GGEBF)
slag, or Cass F fly ash. GGBF slag shall be used in the range of 40 to 50
percent of the total cenentitious material by nmass. Cdass F fly ash shal
be used in the range of 25 to 40 percent of the total cenmentitious materia
by mass]".[neet the follow ng requirenents:

TEST LIMTS
PROPERTY FI NE AGGREGATE COARSE AGGREGATE
TEST
[ Specific Gavity [ ] [ ] ASTM C 127

ASTM C 128]
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TEST LIMTS

PROPERTY FI NE AGGREGATE COARSE AGGREGATE
TEST
[ Absorption [ ] [ ] ASTM C 127
ASTM C 128]
[Durability Factor
using (Procedure A) [ ] [ ] CCE CRD-C 114

ASTM C 666/ C 666N
[Cay Lunps and
Friable Particles [ ] [ ] ASTM C 142]

[ Material Finer
t han 75-um

(No. 200) Sieve [ ] [ ] ASTM C 117]
[Organic Inpurities Not darker than No. 3 ASTM C 40
Not | ess than 95 percent ASTM C 87]
Test Limts
[L. A Abrasion [ ] [ ] ASTM C 131
ASTM C 535]
[ Soft Particles [ ] [ 1] CCE CRD-C 130]

[Chert, less than
2.40 specific
gravity [ 1] [ 1] ASTM C 123]

[ Coal and Lignite, |ess than
| ess than 2.00

specific gravity [ ] [ ] ASTM C 123]
[ Pet rographi c [Li st unwanted del eterious
Exami nati on materials and their limts] ASTM C 295]

2.1.3 Chem cal Adm xtures

Chemi cal adm xtures to be used, when required or pernitted, shall conform
to the appropriate specification |isted.

2.1.3.1 Ai r-Entraining Adm xture
The air-entrai ning adm xture shall conformto ASTM C 260 and shal |
consistently cause the concrete to have an air content in the specified
ranges under field conditions.

2.1.3.2 Accel erating Adm xture
Accel erators shall neet the requirenments of ASTM C 494/ C 494N, Type C or E,
except that calciumchloride or adm xtures containing cal ciumchloride
shal | not be used.

2.1.3.3 Wat er - Reduci ng or Retarding Admi xture

a. Water-Reducing or Retarding Adm xtures: ASTM C 494/ C 494N, Type A,
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B, or D, except that the 6-nonth and 1-year conpressive strength tests
are wai ved.

b. Hi gh-Range Water Reduci ng Adm xture: ASTM C 494/ C 494N, Type F or
G except that the 6-nonth and 1-year strength requirenents shall be
wai ved. The adm xture may be used only when approved by the
Contracting Oficer, such approval being contingent upon particul ar

m xture control as described in the Contractor's Quality Control PIan.

2.1.3.4 [ & her Chem cal Adm xtures

EE R I R R R R I R I R I R R I R I R I R I R R I R I R R R R R I R

NOTE: Use this paragraph when the optiona
sentences in paragraph SLUMP i s used.

Rk Ik kR IR Rk Ik I o S S S S R AR I R R R kR Rk Sk kS I kb S S A R

O her chemical adm xtures for use in producing flow ng concrete shal
conmply with ASTM C 1017/ C 1017V, Type 1 or 2. These adm xture shall be
used only for concrete listed in paragraph SLUWP.]

2.1. 4 Curing Materials
2.1.4.1 | npervi ous- Sheet Curing Materials

| npervi ous-sheet curing materials shall conformto ASTM C 171, type
optional, except polyethylene filmshall not be used.

2.1.4.2 Menbr ane- For mi ng Curing Conpound

The nenbrane-form ng curing conpound shall conformto ASTM C 309, Type 1-D
or 2, except a styrene acrylate or chlorinated rubber conpound neeting
Class B requirenents shall be used for surfaces that are to be painted or
are to receive bitum nous roofing, or waterproofing, or floors that are to
recei ve adhesive applications of resilient flooring. The curing conpound
sel ected shall be conpatible with any subsequent paint, roofing, coating,
or flooring specified. Nonpignented conpound shall contain a fugitive dye
and shall have the reflective requirenents in ASTM C 309 wai ved.

2.1.4.3 Bur | ap
Burl ap used for curing shall conformto AASHTO M 182

2.1.5 Wat er
Water for mxing and curing shall be fresh, clean, potable, and free of
injurious anmounts of oil, acid, salt, or alkali, except that nonpotable
water nmay be used if it neets the requirenents of COE CRD C 400

2.1.6 Nonshri nk G out

Nonshrink grout shall conformto ASTM C 1107/ C 1107V and shall be a
commercial fornmulation suitable for the application proposed.

2.1.7 Abr asi ve Aggregat es
Fifty-five percent, mninmum alum num oxide or silicon-dioxide abrasive
ceranically bonded together to forma honogeneous material sufficiently

porous to provide a good bond with portland paste; or factory-graded enery
aggregate consisting of not | ess than 45 percent al uni num oxi de and 25
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percent ferric oxide. The aggregate shall be well graded from particles

retained on the 600-um (No. 30) sieve to particles passing the 2.36-mm ( No.
8) sieve.

2.1.8 Lat ex Bondi ng Conpound

Lat ex bondi ng conpound agents for bonding fresh to hardened concrete shal
conformto ASTM C 1059/ C 1059N

2.1.9 Epoxy Resin

Epoxy resin for use in repairs shall conformto ASTM C 881/ C 881l, Type
11, Gade | or II.

2.2 CONCRETE M XTURE PROPORTI ONI NG
2.2.1 Quality of Mxture

For each portion of the structure, mixture proportions shall be selected so
that the strength and WC requirenents listed in paragraph DESI GN
REQUI REMENTS are net.

2.2.2 Nom nal Maxi mum Si ze Coar se Aggregate

EZE IR R R R I I R R I I I R R R R R kS R R R I I R I I I R S O

NOTE: Consult the appropriate DM for the nom na
maxi mum si ze aggr egat e.

R IR I S bk O bk I S kI I I kS Rk S bk S ok S b S Rk S S bk b S S S S R S

Nom nal maxi mum si ze coarse aggregate shall be [37.5 mm 1-1/2 inch] [25.0 mm
1 inch] inches except 19.0 mv 3/4 inch nom nal maxi mum si ze coarse

aggregate shall be used when any of the followi ng conditions exist: the

nar rowest di nensi on between sides of forms is |ess than 190 mr 7-1/2 inches,

the depth of the slab is less than 100 mr 4 inches, or the mninumclear

spaci ng between reinforcing is |less than 55 nmr 2-1/4 inches.

2.2.3 Air Content

Rk Rk bk R R IR Rk I kS S S S R R R Rk kb S R R Rk kS I S b S I R o

NOTE: For a specified conpressive strength (f'c) of
34.5 MPa (5,000 psi) or greater the air content may
be reduced by 1.0 percent.

EE IR R R I R R I I R R I I O R R R R S S R Ik Rk S I I R R O O

Air content as delivered to the forms and as determ ned by ASTM C 231 shal
be between 4 and 7 percent except that when the nomi nal naxi mumsize coarse
aggregate is 19.0 mm 3/4 inch, it shall be between 4.5 and 7.5 percent.

2.2. 4 Sl unmp

Rk Ik kR IR R R I S S S o e S S S R R R R Rk b kR Ik Ik kS S SRRk o b o

NOTE: Consult the appropriate DM and or the
Materials Engineer to fill in the blank and to use
the optional sentence.

EE IR R I R R I R I R I I O R R R R R I S R I Rk I I Rk I I R R O R O

The slump shall be determ ned in accordance with ASTM C 143/ C 143N and
shall be within the range of 25 to 100 mmr 1 to 4 inches. Were placenent
by punmp is approved, the slunp shall not exceed 150 mr 6 inches. [Concrete
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to be placed in[__ ] may contain a chenical adnixture for use in
produci ng fl owi ng concrete in accordance with ASTM C 1017/ C 1017V, and the
slump of the concrete shall not exceed 200 nr 8 inches].

. 2.5 Concrete Proportioning

Trial batches and testing requirenments for various qualities of concrete
specified shall be the responsibility of the Contractor. Sanples of
aggregates shall be obtained in accordance with the requirenents of

ASTM D 75. Sanples of materials other than aggregate shall be
representative of those proposed for the project and shall be acconpani ed
by the manufacturer's test reports indicating conpliance with applicable
specified requirenents. Trial mixtures having proportions, consistencies,
and air content suitable for the work shall be made based on net hodol ogy
described in ACI 211.1, using at least three different water-cenent ratios,
which will produce a range of strength enconpassing those required for the
wor k.  The naxi mum wat er-cenent ratios required in paragraph MAXI MUM
WATER- CEMENT RATIO will be converted to a weight ratio of water to cenent
pl us pozzol an by mass, silica fume, or GGBF slag by mass equival ency as
described in ACl 211.1. 1In the case where GEBF slag is used, the weight of
the slag shall be included in the equations for the termP, which is used

to denote the mass of pozzolan. |f pozzolan is used in the concrete
m xture, the mni mum pozzol an content shall be 15 percent of the tota
cenmentitious material. Trial mxtures shall be proportioned for maxi num

permtted slunp and air content with due consideration to the approved
conveyi ng and pl acenent nethod. The tenperature of concrete in each trial
batch shall be reported. For each water-cenent ratio, at |least three test
cylinders for each test age shall be made and cured in accordance with
ASTM C 192/ C 192N. They shall be tested at 7 days and at the design age
specified in paragraph DESI GN REQUI REMENTS i n accordance with

ASTM C 39/ C 39N. Fromthese test results, a curve will be plotted show ng
the rel ationship between water-cenment ratio and strength.

.2.6 Requi red Average Conpressive Strength

In neeting the strength requirenents specified in paragraph CONCRETE
STRENGTH, the selected mixture proportion shall produce a required average
compressive strength f'cr exceeding the specified strength f'c by the
amount i ndi cated bel ow.

.2.6.1 Aver age Conpressive Strength from Test Records

Where a concrete production facility has test records, a standard deviation
shal | be established in accordance with the applicabl e provisions of

ACl 214R. Test records fromwhich a standard deviation is cal cul ated shal
represent materials, quality control procedures, and conditions simlar to
those expected, shall represent concrete produced to neet a specified
strength or strengths (f'c) within 6.89 MPa 1,000 psi of that specified for
proposed work, and shall consist of at |east 30 consecutive tests. A
strength test shall be the average of the strengths of two cylinders nade
fromthe sane sanple of concrete and tested at 28 days or at another test
age designated for determ nation of f'c.

Requi red average conpressive strength f'cr used as the basis for selection
of concrete proportions shall be the larger of the equations that foll ow
usi ng the standard devi ati on as determ ned above:

f'er '
f'er

1. 34S

f'c +
f'c + 2.33S - 3.45 500
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VWhere S = standard devi ation

Where a concrete production facility does not have test records neeting the
requi rements above but does have a record based on 15 to 29 consecutive
tests, a standard deviation shall be established as the product of the

cal cul ated standard devi ation and a nodification factor fromthe foll ow ng
tabl e:

MCDI FI CATI ON FACTOR
FOR STANDARD DEVI ATI ON

NUVBER OF TESTS* Use tabul ation in paragraph
| ess than 15 DETERM NI NG REQUI RED AVERAGE STRENGTH
15 1.16
20 1.08
25 1.03
30 or nore 1.00

*Interpolate for internediate nunbers of tests.
2.2.6.2 Aver age Conpressive Strength wi thout Previous Test Records
When a concrete production facility does not have sufficient field strength
test records for calculation of the standard deviation, the required
average strength fcr shall be determ ned as foll ows:
If the specified conpressive strength f'c is less than 20.7 MPa 3,000 psi,
fter = f'c + 6.89 1,000

If the specified conpressive strength f'c is 20.7 to 34.5 MPa 3,000 to
5,000 psi,

f'ecr = f'c + 8.27 1,200
If the specified conpressive strength f'c is over 34.5 MPa 5,000 psi,
f'er = f'c + 9.65 1, 400.
PART 3 EXECUTI ON
3.1  EQU PMENT

3.1.1 Capacity

EE R R I R R I R I R I R R I R I R I R I R R R I R R R I R R I R

NOTE: Refer to the appropriate DM for the
capacity. CQuidance is also found in EM 1110-2-2000.

Rk Ik kb Sk R IR Rk kS e S S b R AR Ik R R R Rk O R I R R R

The batching, m xing, conveying, and placing equipnent shall have a
capacity of at |least | ] cubic neters yards per hour

3.1.2 Bat ch Pl ant
Batch plant shall conformto the requirements of NRMCA CPVMB 100and as

speci fied; however, rating plates attached to batch plant equi pment are not
required.
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3.1.2.1 Bat chi ng Equi prent

R IR I S bk S bk kS S S Rk Sk S bk S S Rk I o S b Sk S S R Sk kR

NOTE: Refer to the appropriate DMto choose the
appropriate alternates.

EE R R R R I I R R I I I R R R I R I S S R R R I I Rk I I R R O R I O

The batching controls shall be [partially automatic], [sem automatic], [or]
[automatic]. [The sem automatic batching system shall be provided with
interl ocks such that the di scharge device cannot be actuated until the
indicated material is within the applicable tolerance.] The batching
system shall be equipped with an accurate recorder or recorders that neet
the requirenents of NRMCA CPMB 100. Separate bins or conmpartnents shall be
provi ded for each size group of aggregate and cenent, pozzol an, and GGBF

sl ag. Aggregates shall be weighed either in separate weigh batchers with

i ndi vi dual scales or cunulatively in one weigh batcher on one scale.
Aggregate shall not be weighed in the sane batcher with cenent, pozzol an

or G&BF slag. |If both cenment and pozzol an or GGBF slag are used, they may
be bat ched cumul atively provided that the portland cenent is batched

first. |If neasured by mass, the nmass of the water shall not be wei ghed
cunmul atively with another ingredient. Wter batcher filling and

di schargi ng val ves shall be so interlocked that the discharge val ve cannot
be opened before the filling valve is fully closed. An accurate nechanica
devi ce for neasuring and di spensing each adni xture shall be provided. Each
di spenser shall be interlocked with the batching and di schargi ng operation
of the water so that each adm xture is separately batched and di scharged
automatically in a manner to obtain uniformdistribution throughout the
batch in the specified mxing period. Adm xtures shall not be conbi ned
prior to introduction in water. The plant shall be arranged so as to
facilitate the inspection of all operations at all tines. Suitable
facilities shall be provided for obtaining representative sanpl es of
aggregates fromeach bin or conpartment. Al filling ports for
cenentitious materials bins or silos shall be clearly marked with a
permanent sign stating the contents.

3.1.2.2 Scal es

The equi pnent for batching by nass shall conformto the applicable
requirenents of NI ST HB 44, except that the accuracy shall be plus or m nus
0.2 percent of scale capacity. The Contractor shall provide standard test
wei ghts and any other auxiliary equi pnent required for checking the
operating performance of each scale or other neasuring devices. Tests
shal | be nade at the frequency required in paragraph TESTS AND | NSPECTI ONS
and in the presence of a government inspector.

3.1.2.3 Bat chi ng Tol erances
a. Weighing Tol erances

PERCENT OF REQUI RED

MATERI AL MASS
Cenentitious materials 0to plus 2
Aggr egat e pl us or mnus 2
Wat er plus or mnus 1
Chemni cal adm xture 0to plus 6

b. Volunmetric Tol erances - For volunetric batching equi pnent, the
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followi ng tol erances shall apply to the required volune of materi al
bei ng bat ched:

Water: ... ... Plus or mnus 1 percent.
Chemi cal adm xtures: ........ Zero to plus 6 percent.

3.1.2. 4 Mbi sture Contr ol

The plant shall be capable of ready adjustnment to compensate for the
varyi ng noi sture content of the aggregates and to change the nasses of the
materials being batched. [An electric noisture nmeter conplying with the
provi sions of COE CRD-C 143 shall be provided for neasuring noisture in the
fine aggregate. The sensing el enent shall be arranged so that the
measurenent is made near the batcher charging gate of the sand bin or in
the sand batcher.]

3.1.3 Concrete M xers

The concrete mixers shall not be charged in excess of the capacity
recomrended by the manufacturer. The m xers shall be operated at the drum
or mxing bl ade speed designated by the manufacturer. The nixers shall be
mai ntai ned in satisfactory operating condition, and the mi xer druns shal

be kept free of hardened concrete. Should any mixer at any tine produce
unsatisfactory results, its use shall be pronptly discontinued until it is
repaired.

3.1.3.1 Stationary M xers

Concrete plant mixers shall be tilting, nontilting, horizontal-shaft,
vertical -shaft, or pugm |l and shall be provided with an acceptabl e device
to |l ock the discharge mechanismuntil the required nmixing time has

el apsed. The mixing time and uniformty shall conformto all the
requirenments in ASTM C 94/ C 94l applicable to central -ni xed concrete

3.1.3.2 Truck M xers

Truck m xers, the mxing of concrete therein, and concrete unifornmty shal
conformto the requirenents of ASTM C 94/ C 94N. A truck m xer may be used
either for conplete mxing (transit-mxed) or to finish the partial mxing
done in a stationary m xer (shrink-m xed). Each truck shall be equi pped
with two counters fromwhich it will be possible to determ ne the nunber of
revol utions at mxing speed and the nunber of revolutions at agitating
speed.

3.1.4 Conveyi ng Equi pnent
The conveyi ng equi pnent shall conformto the follow ng requirenents.
3.1.4.1 Bucket s

The interior hopper slope shall be not |ess than 58 degrees fromthe

hori zontal, the m ni mum di nensi on of the clear gate opening shall be at

| east five tines the nom nal naxi mum size aggregate, and the area of the
gate opening shall not be less than 0.2 square neters 2 square feet. The
maxi mum di nensi on of the gate opening shall not be greater than tw ce the
m ni mum di nensi on. The bucket gates shall be essentially grout tight when
cl osed and may be manual |y, pneumatically, or hydraulically operated except
that buckets larger than 1.5 cubic nmeters 2 cubic yards shall not be
manual |y operated. The design of the bucket shall provide neans for
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positive regul ation of the anbunt and rate of deposit of concrete in each
dumpi ng position.

.1.4.2 Transfer Hoppers

Concrete may be charged into nonagitating hoppers for transfer to other
conveyi ng devices. Transfer hoppers shall be capable of receiving concrete
directly fromdelivery vehicles and have coni cal -shaped di scharge

features. The transfer hopper shall be equipped with a hydraulically
operated gate and with a neans of external vibration to effect conplete

di scharge. Concrete shall not be held in nonagitating transfer hoppers
nore than 30 minutes.

.1.4.3 Trucks

Truck m xers operating at agitating speed or truck agitators used for
transporting plant-nixed concrete shall conformto the requirenents of
ASTM C 94/ C 94N. Nonagitating equi pmrent may be used for transporting

pl ant - mi xed concrete over a snooth road when the hauling tine is |less than
15 mnutes. Bodies of nonagitating equi pment shall be snooth, watertight,
metal containers specifically designed to transport concrete, shaped with
rounded corners to mninze segregation, and equi pped with gates that wll
permt positive control of the discharge of the concrete.

.1.4. 4 Chut es

When concrete can be placed directly froma truck m xer, agitator, or
nonagi tati ng equi pnent, the chutes attached to this equipnent by the
manuf acturer nay be used. A discharge deflector shall be used when
required by the Contracting Officer. Separate chutes and other sinmlar
equi prrent will not be pernitted for conveying concrete.

.1.4.5 Belt Conveyors

Belt conveyors shall be designed and operated to assure a uniformflow of
concrete frommxer to final place of deposit w thout segregation of
ingredients or loss of nortar and shall be provided with positive nmeans for
preventing segregation of the concrete at the transfer points and the point
of placing. Belt conveyors shall be constructed such that the idler
spaci ng shall not exceed 900 mr 36 inches. The belt speed shall be a

m ni mum of 90 m 300 feet per mnute and a naxi mum of 230 n 750 feet per
mnute. |f concrete is to be placed through installed horizontal or

sl opi ng reinforcing bars, the conveyor shall discharge concrete into a pipe
or elephant trunk that is |ong enough to extend through the reinforcing
bars.

.1.4.6 Concrete Punps

Concrete may be conveyed by positive displacenment punp when approved. The
punpi ng equi prent shall be piston or squeeze pressure. The pipeline shal
be rigid steel pipe or heavy-duty flexible hose. The inside dianeter of
the pipe shall be at least three tines the nom nal naxi num size coarse
aggregate in the concrete mxture to be punped but not |ess than 100 nm 4
i nches. Al umi num pi pe shall not be used.

.1.5 Vi brators

Vi brators of the proper size, frequency, and anplitude shall be used for
the type of work being perforned in conformance with the foll ow ng
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3.

3.

requi renents:

HEAD DI AVETER FREQUENCY ANMVPLI TUDE
APPLI| CATI ON nm VPM nm
Thin walls, beans, etc. 32 to 64 9,000 to 13,500 0.5to0 1.0
Ceneral construction 50 to 88 8,000 to 12,000 0.6 to 1.2
HEAD DI AVMETER FREQUENCY ANMPLI TUDE
APPLI| CATI ON | NCHES VPM | NCHES

Thin walls, beans, etc. 1-1/4 to 2-1/2 9,000 to 13,500 0.02 to 0.04
CGeneral construction 2to 3-1/2 8,000 to 12,000 0.025 to 0.05

The frequency and anplitude shall be determned in accordance wth
COE CRD-C 521.

2 PREPARATI ON FOR PLACI NG
2.1 Enbedded |tens

Bef ore placenment of concrete, care shall be taken to determ ne that all
enbedded itens are firmy and securely fastened in place as indicated on
the draw ngs, or required. Enbedded itens shall be free of oil and other
foreign matter such as | oose coatings or rust, paint, and scale. The
enbeddi ng of wood in concrete will be permtted only when specifically

aut horized or directed. Voids in sleeves, inserts, and anchor slots shal
be filled tenporarily with readily renovable nmaterials to prevent the entry
of concrete into voids. Wlding, including tack welding, will not be
permitted on enbedded netals within 600 mr 2 feet of the surface of the
concrete.

. 2.2 Concrete on Earth Foundati ons

Earth surfaces upon which concrete is to be placed shall be clean, danp,
and free fromdebris, frost, ice, and standing or running water. Prior to
pl acement of concrete, the earth foundation shall have been satisfactorily
compacted in accordance with Section 31 00 00 EARTHWORK.

.2.3 Concrete on Rock Foundati ons

Rock surfaces upon which concrete is to be placed shall be clean, free from
oil, standing or running water, ice, nmud, drumry rock, coating, debris, and
| oose, semi detached, or unsound fragnents. Joints in rock shall be cleaned
to a satisfactory depth, as determned by the Contracting Oficer, and to
firmrock on the sides. |Immediately before the concrete is placed, al

rock surfaces shall be cleaned thoroughly by the use of air-water jets or
sandbl asting as described in paragraph CONSTRUCTI ON JO NT TREATMENT. Al l
rock surfaces shall be kept continuously wet for at |east 24 hours

i medi ately prior to placing concrete thereon. Al approximtely

hori zontal surfaces shall be covered, inmmediately before the concrete is
placed, with a layer of nortar proportioned simlar to that in the concrete
m xture. The nortar shall be covered with concrete before the time of
initial setting of the nortar.

.2.4 Constructi on Joi nt Treatnent

Construction joint treatnment shall conformto the follow ng requirenents.
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3.2.4.1 Joi nt Preparation

Concrete surfaces to which additional concrete is to be bonded shall be
prepared for receiving the next lift or adjacent concrete by cleaning with
either air-water cutting, sandblasting, high-pressure water jet, or other
approved nethod. Air-water cutting will not be permtted on forned
surfaces or surfaces congested with reinforcing steel. Regardless of the
met hod used, the resulting surfaces shall be free fromall |aitance and
inferior concrete so that clean, well bonded coarse aggregate is exposed
uniformy throughout the lift surface. The edges of the coarse aggregate
shal |l not be undercut. The surface shall be washed cl ean again as the |ast
operation prior to placing the next Iift. There shall be no standi ng water
on the surface upon which concrete is placed.

3.2.4.2 Air-Water Cutting

Air-water cutting of a construction joint shall be perfornmed at the proper
time and only on horizontal construction joints. The air pressure used in
the jet shall be 620 to 760 kPa 90 to 110 psi, and the water pressure shal
be just sufficient to bring the water into effective influence of the air
pressure. Wen approved by the Contracting Oficer, a retarder conplying
with the requirenents of COE CRD-C 94 nmay be applied to the surface of the
lift to prolong the period of time during which air-water cutting is
effective. Prior to receiving approval, the Contractor shall furnish
samples of the material to be used and shall denonstrate the nethod to be
used in applications. After cutting, the surface shall be washed and
rinsed as long as there is any trace of cloudi ness of the wash water

Where necessary to renove accunul ated | aitance, coatings, stains, debris,
and other foreign material, high-pressure water jet or sandblasting will be
required as the | ast operation before placing the next lift.

3.2.4.3 Hi gh- Pressure Water Jet

A stream of water under a pressure of not |ess than 20.7 MPa 3,000 psi nay

be used for cleaning. Its use shall be delayed until the concrete is
sufficiently hard so that only the surface skin or nmortar is renmoved and
there is no undercutting of coarse-aggregate particles. |If the water jet

is incapable of a satisfactory cleaning, the surface shall be cleaned by
sandbl asti ng.

3.2.4.4 Wt Sandbl asting

This met hod may be used when the concrete has reached sufficient strength
to prevent undercutting of the coarse aggregate particles. The surface of
the concrete shall then be washed thoroughly to renove all |oose materials.

3.2.4.5 Wast e Di sposa

The nethod used in disposing of waste water enployed in cutting, washing,
and rinsing of concrete surfaces shall be such that the waste water does
not stain, discolor, or affect exposed surfaces of the structures, or
damage the environnent of the project area. The nethod of disposal shal
be subject to approval
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3.

3.

3 PLACI NG
3.1 Pl aci ng Procedures

The surfaces of horizontal construction joints shall be kept continuously
wet for the first 12 hours during the 24-hour period prior to placing
concrete. Surfaces may be danpened i medi ately before placenment if
necessary. Concrete placenent will not be permitted when, in the opinion
of the Contracting Oficer, weather conditions prevent proper placenment and
consolidation. Concrete shall be deposited as close as possible to its
final position in the fornms and, in so depositing, there shall be no
vertical drop greater than 1.5 m 5 feet except where suitable equipnment is
provided to prevent segregation and where specifically authorized.
Depositing of the concrete shall be so regulated that it may be effectively
consolidated in horizontal |ayers 600 mr 2.0 feet or less in thickness with
a mnimumof |ateral novenent. The anpunt deposited in each |ocation shal
be that which can be readily and thoroughly consolidated. Sufficient

pl aci ng capacity shall be provided so that concrete placenent can be kept
plastic and free of cold joints while concrete is being placed. Concrete
shal | be placed by nethods that will prevent segregation or |oss of
ingredients. Any concrete transferred from one conveying device to anot her
shal | be passed through a hopper that is conical in shape. The concrete
shal | not be dropped vertically nore than 1.5 n 5 feet, except where a
properly designed and sized el ephant truck with rigid drop chute bottom
section is provided to prevent segregati on and where specifically
authorized. 1In no case will concrete be discharged to free-fall through
rei nforcing bars.

. 3.2 Pl acenent by Punp

When concrete is to be placed by punp, the nom nal maxi mum size coarse
aggregate shall not be reduced to accomobdate the punps. The distance to
be pumped shall not exceed limts recomended by the punp manufacturer.

The concrete shall be supplied to the concrete punp continuously. Wen
punping is conpleted, concrete renmaining in the pipeline shall be ejected
wi t hout contam nation of concrete in place. After each operation

equi prent shal |l be thoroughly cl eaned, and flushing water shall be wasted
outside of the forms. Gout used to lubricate the punping equi pnent at the
begi nning of the placenment will not be incorporated into the placenent.

. 3.3 Time Interval Between M xing and Pl aci ng

Concrete shall be placed within 30 mnutes after discharge into

nonagi tati ng equi pnent. \When concrete is truck-m xed or when a truck m xer
or agitator is used for transporting concrete nixed by a concrete plant

m xer, the concrete shall be delivered to the site of the work, and

di scharge shall be conpleted within 1-1/2 hours after introduction of the
cenment to the aggregates. Wien the I ength of haul nakes it inpossible to
deliver truck-m xed concrete within these tinme linmts, batching of cenent
and a portion of the mxing water shall be delayed until the truck mxer is
at or near the construction site.

.3.4  Col d- Wat her Pl acing

When col d-weat her placing of concrete is likely to be subjected to freezing
tenmperatures before the expiration of the curing period, it shall be placed
in accordance with procedures previously subnitted in accordance wth
par agr aph SUBM TTALS. The anbi ent tenperature of the space adjacent to the
concrete placenent and surfaces to receive concrete shall be above 0
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degrees C 32 degrees F. The placing tenperature of the concrete having a
m ni mum di nensi on | ess than 300 mr 12 inches shall be between 12 and 24
degrees C 55 and 75 degrees F when nmeasured in accordance with

ASTM C 1064/ C 1064N. The placing tenperature of the concrete having a

m ni mum di nensi on greater than 300 mm 12 inches shall be between 10 and 20
degrees C 50 and 70 degrees F. Heating of the m xing water or aggregates
will be required to regulate the concrete-placing tenperatures. Materials
entering the mxer shall be free fromice, snow, or frozen lunps. Salt,
chem cals, or other materials shall not be nixed with the concrete to
prevent freezing.

.3.5 Hot - Weat her Pl aci ng

Rk Ik kR IR R R I O o S S b R R Rk b ok b O R Ik kb Sk b R R o

NOTE: See the appropriate DM for the proper placing
t enper at ure.

EE R I R R I R I R I R R R I R I R I R I R R R R R R S R R I R

Concrete shall be properly placed and finished with procedures previously
submitted in accordance with paragraph SUBM TTALS. The concrete-pl aci ng
tenperature shall not exceed [__ ] degrees C F when neasured in
accordance with ASTM C 1064/ C 1064N. Cooling of the m xing water and
aggregates, or both, may be required to obtain an adequate placing
tenmperature. A retarder neeting the requirenents of paragraph

WATER- REDUCI NG OR RETARDI NG ADM XTURES may be used to facilitate placing
and finishing. Steel forns and reinforcenent shall be cooled prior to
concrete placenent when steel tenperatures are greater than 50 degrees C
120 degrees F. Conveying and pl aci ng equi pnent shall be cooled if
necessary to naintain proper concrete-placing tenperature.

.3.6 Consol i dati on

| mredi ately after placenment, each | ayer of concrete, including flow ng
concrete, shall be consolidated by internal vibrating equipnment. Vibrators
shal |l not be used to transport concrete within the fornms. Hand spadi ng nmay
be required, if necessary, with internal vibrating along fornmed surfaces
permanent|ly exposed to view. Formor surface vibrators shall not be used
unl ess specifically approved. The vibrator shall be inserted vertically at
uni form spaci ng over the entire area of placenment. The distance between
insertions shall be approximately 1-1/2 tinmes the radius of action of the
vibrator. The vibrator shall penetrate rapidly to the bottomof the |ayer
and at | east 150 nm 6 inches into the precedi ng unhardened | ayer if such
exists. It shall be held stationary until the concrete is consolidated and
then withdrawn sl owy.

. 3.7 [Pl acing Concrete in Ogee Section

The unforned portion of the ogee section shall be finished by placing
concrete slightly above grade and striking off to grade by accurate
screeding. Screeding may be acconplished by sem mechani cal devices or by a
nmechani cal screed that consolidates and screeds the surface in one
operation. Ribs enbedded in the fresh concrete as guides for screeds wll
not be permtted.]

.3.8 [ Pl aci ng Concrete Underwater
Concrete, described in Bid Item[__ ], shall be deposited in water by a

trem e or concrete punp. The nethods and equi pnent used shall be subject
to approval. Concrete buckets will not be pernitted for underwater

SECTION 03 31 01.00 10 Page 37



pl acenment of concrete except to deliver concrete to the treme. The treme
shal |l be watertight and sufficiently large to pernit a free flow of
concrete. The discharge end of the punp Iine or trem e shaft shall be kept
continuously subnerged in the concrete. The underwater seal shall be
effected in a manner that will not produce undue turbulence in the water.
The trem e shaft shall be kept full of concrete to a point well above the
wat er surface. Placenent shall proceed without interruption until the
concrete has been brought to the required height. The trem e shall not be
noved horizontally during a placing operation, and a sufficient nunber of
trem es shall be provided so that the maxi mum horizontal flow wll be
[imted to 5 m 15 feet.]

.4 FI NI SHI NG

Rk Ik kR IR Rk Ik I o S S S S R AR I R R R kR Rk Sk kS I kb S S A R

NOTE: Consult the appropriate DM for those surfaces
to receive a trowel finish, abrasive aggregate
finish or broomfinish. Be sure those special
finishes are shown in the draw ngs.
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The anbi ent tenperature of spaces adjacent to surfaces being finished shal
be not less than 5 degrees C 40 degrees F. In hot weather when the rate of
evaporation of surface noisture, as deternmi ned by use of Figure 2.1.5 of

ACl 305R, may reasonably be expected to exceed 1.0 kg/square neter 0.2
pounds per square foot per hour. Provisions for w ndbreaks, shading, fog
spraying, or wet covering with a light-colored nmaterial shall be made in
advance of placenent, and such protective neasures shall be taken as

qui ckly as finishing operations will allow. Al unforned surfaces that are
not to be covered by additional concrete or backfill shall have a float
finish. Additional finishing shall be as specified below and shall be true
to the elevation shown in the drawings. Surfaces to receive additiona
concrete or backfill shall be brought to the el evation shown on the

drawi ngs and left true and regular. Exterior surfaces shall be sloped for
drai nage unl ess ot herwi se shown in the drawing or as directed. Joints
shall be carefully nade with a jointing or edging tool. The finished
surfaces shall be protected fromstains or abrasions. Gate tanpers or
jitterbugs shall not be used.

.4.1 Unf or med Surf aces
.4.1.1 Fl oat Fi ni sh

Surfaces shall be screeded and darbied or bullfloated to bring the surface
to the required finish level with no coarse aggregate visible. No water,
cenment, or nortar shall be added to the surface during the finishing
operation. The concrete, while still green but sufficiently hardened to
bear a nman's weight without deep inprint, shall be floated to a true and
even plane. Floating may be perfornmed by use of suitable hand floats or
power -driven equi prent. Hand floats shall be nade of nagnesi um or al uni num

.4.1.2 Trowel Finish
A trowel finish shall be applied to the followi ng surfaces: [
_____ ]. Concrete surfaces shall be finished with a float finish, and

after surface noisture has di sappeared, the surface shall be troweled to a
snoot h, even, dense finish free from bl em shes including trowel nmarks.
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3.4.1.3 [ Abrasi ve Aggregate Finish

An abrasive aggregate finish shall be applied to the foll ow ng surfaces:

[ ] ]. The concrete surface shall be finished with a fl oat
finish. Abrasive aggregate shall be uniformy sprinkled over the floated
surface at a rate of not less than 1.22 kg/square neter 1/4 pounds per
square foot. The surface shall be troweled to a snooth, even finish that
is uniformin texture and appearance and free from bl em shes incl udi ng
trowels marks. |Imediately after curing, cenment coating or |aitance
covering the abrasive aggregate shall be renobved by steel brushing, rubbing
wi th abrasive stone, or sandblasting to expose the abrasive particles.]

3.4.1.4 [ Broom Fi ni sh

A broom finish shall be applied to the follow ng surfaces: [__

[ ]. The concrete surface shall be finished with a float finish. The
floated surface shall be brooned with a fiber-bristle brush in a direction
transverse to that of the main traffic.]

3.4.1.5 [ Bonded Two- Course Fl oor

R IR I S bk S b I S kR Sk kS b S b R Sk kS b Rk S S S Sk Sk

NOTE: Consult the appropriate DM or the Design
Engi neer to choose fromthe optional paragraphs
bel ow.

Rk Ik Sk kR IR Rk I S S S I ARk Ik kb S R R Rk Ok S Rk Ik R

A bonded two-course floor shall be constructed by placing a bonded topping
on the thoroughly hardened concrete slab |eft a distance below final grade
as shown in the drawings. The floor topping m xture shall have a specified
conpressive strength of 41.4 MPa 6,000 psi at 28 days, a 50 mr 2 inch
maxi mum sl unp, 13 mr 1/2 inch maxi num si ze coarse aggregate and shall be
proportioned to obtain required finishability. Mterials shall nmeet the
requi renents of paragraph MATERI ALS. The surface of the base slab shall be
thoroughly cl eaned by sandbl asting or high pressure water jet in accordance
wi t h paragraph PREPARATI ON FOR PLACING. The base slab shall be kept
continuously wet for the first 12 hours during the 24-hour period

i mediately prior to placing the finished floor. After all free water has
evaporated or has been renoved fromthe surface, a grout shall be scrubbed
in. The grout shall be a 1:1 m xture of portland cenment and sand passi ng
the 2.36 mr No. 8 sieve mxed to a cream i ke consistency. The grout shal
be applied just ahead of the concrete-placing operation. Wile the grout
is still danp, the top course shall be spread and screeded. The surface
shall then be floated with a disc power float or equivalent, followed by a
m ni mum of two power trowelings. Trowel marks left by the machine shall be
renoved by final, hard steel troweling by hand. The finished floor shal

be noi st cured in accordance wth paragraph CURI NG AND PROTECTI ON

subpar agraph MJ ST CURI NG ]

3.4.1.6 [ Unbonded Two- Course Fl oor

An unbonded two-course floor shall be constructed by placing a bond-breaker
on the thoroughly hardened concrete slab left a distance below final grade
as shown in the drawings. The floor topping m xture shall have a specified
conpressive strength of 41.4 MPa 6,000 psi 28 days, a 50 mr 2 inch nmaximum
slunmp, 13 mm 1/2 inch nom nal naxi mum size coarse aggregate, and shall be
proportioned to obtain required finishability. Materials shall nmeet the
requi renents of paragraph MATERI ALS. The base (bottom course shall be
screeded and bull-floated. The bond-breaker shall consist of plastic
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sheeting, felt paper, a bond-breaking conpound or a sand cushion. The
toppi ng shall be floated with a disc power float or equivalent, foll owed by
a mni mum of two power trowelings. Trowel marks left by the machi ne shal
be renmoved by final, hard steel troweling by hand. The finished floor

shal | be npist cured in accordance with paragraph CURI NG AND PROTECTI ON
subparagraph MJ ST CURI NG ]

3.4.2 For med Surfaces

R IR I S bk S bk kS I I kS Rk S bk S bk S b S R R S b b S S Sk Rk S

NOTE: Consult the appropriate DM for information on
special architectural finishes. These finishes
shoul d al so be shown in drawi ngs. Contact the
Division Ofice or CECMEG for additional guidance
if the use of architectural finishes is extensive.

If any architectural finish is required other than
the nornmal texture inparted by the forns, the
optional sanple panel in UFGS Section 03 11 13.00 10
FORMAORK FOR CONCRETE shal | be required.

Rk Rk kR IR R R I I S o S S I Rk Ik Sk b o R R R R Rk Sk kS S I kb R R b o

Unl ess another finish is specified, surfaces shall be left with the texture
inmparted by the fornms except that defective surfaces shall be repaired as
described in paragraph FORMED SURFACE REPAIR [Qther finishes shall be
applied to the followi ng structures or portions of structures:]

STRUCTURE OR PCRTI ON

TYPES OF FI NI SH OF STRUCTURE
[ G out - ¢l eaned [ ]]
[ Textured [ 1]
[ Exposed aggregat e [ 1]
[ Sand- bl ast [ 1]
[ Tool ed [ 1]

Unl ess painting of surfaces is required, uniformcolor of the concrete
shal | be naintai ned by use of only one mixture w thout changes in materials
or proportions for any structure or portion of structure that is exposed to
view or on which a special finish is required. The form panels used to
produce the finish shall be orderly in arrangenent, with joints between
panel s pl anned in approved relation to openings, building corners, and
other architectural features. [The finished surface of sand-bl asted,
textured, tool ed, and exposed aggregate finishes shall duplicate the
preapproved sanple panel. The sanple panel shall be prepared in accordance
with Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMAORK.] Forms shal

not be reused if there is any evidence of surface wear or defects that
woul d inpair the quality of the surface.

3.4.2.1 [ G out - C eaned Finish

Rk Ik kR IR R R I S S S o e S S S R R R R Rk b kR Ik Ik kS S SRRk o b o

NOTE: See the appropriate DM and EM 1110-2-2000 for
surfaces to receive a grout-cleaned finish. Be sure
this is shown in the draw ngs.
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The surfaces of [__ ] shall be given a grout-cleaned finish as described
as approved by the Contracting Oficer and after all required curing,
cl eaning, and repairs have been conpleted. Surfaces to be grout-cleaned
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shall be nmoist cured for the required period of tine before application of
the grout-cleaned finish. Gout-cleaning shall be delayed until near the
end of construction on all surfaces not to be painted in order to achieve
uniformty of appearance and reduce the chance of discoloring caused by
subsequent construction operations. The tenperature of the air adjacent to
the surface shall be not less than 5 degrees C 40 degrees F for 24 hours
prior to and 72 hours followi ng the application of the finish. The finish
for any area shall be conpleted in the same day, and the linits of a
finished area shall be made at natural breaks in the finished surface. The
surface to receive grout-cleaned finish shall be thoroughly wetted to
prevent absorption of water fromthe grout but shall have no free water
present. The surface shall then be coated with grout. The grout shall be
applied as soon as the surface of the concrete approaches surface dryness
and shall be vigorously and thoroughly rubbed over the area with cl ean
burlap pads, cork floats or stones, so as to fill all voids. The grout
shal | be conposed of one part portland cenent as used on the project, to
two parts by volunme of well-graded sand passing a 600-um (No. 30) sieve
mxed with water to the consistency of thick paint. Wite portland cenent
shall be used for all or part of the cement as approved by the Contracting
Oficer to give the desired finish color. The applied coating shall be
uniform conpletely filling all pits, air bubbles, and surface voids.

VWhile the grout is still plastic, renove all excess grout by working the
surface with a rubber float, burlap pad, or other nmeans. Then, after the
surface whitens fromdrying (about 30 ninutes at nornal tenperature) rub
vigorously with clean burlap pads. |Inmediately after rubbing is conpleted,
the finished surface shall be continuously noist cured for 72 hours.

Burl ap pads used for this operation shall be burlap stretched tightly
around a board to prevent dishing the nortar in the voids.]

.4.2.2 [ Textured Finish

This type of finish shall be applied where specified to conformto details
shown in the draw ngs by use of approved textured formliners. Liner
panel s shall be secured in the forns by nethods reconmended by the

manuf acturer but not by methods that will permt inpressions of nail heads,
screw heads, washers, or the like to be inparted to the surface of the
concrete. Edges of textured panels shall be sealed to each other to
prevent grout |eakage. The seal ant used shall be nonstaining to the
surface. The finish shall be simlar to and shall closely match the finish
on the sanpl e panel.]

.4.2.3 [ Exposed Coar se- Aggregate Finish

Coarse aggregate shall be exposed by a nmethod preapproved by the
Contracting Officer. The finish shall be sinmlar to and shall closely
match the finish on the sanple panel.]

.4.2. 4 [ Sand- Bl ast Fi ni sh

The concrete surface shall be blasted to obtain a [brush] [light] [nediunj
[ heavy] uniform finish prepared in accordance with the descriptive

phot ographs in ACI 303R. The finish shall be simlar to and shall closely
match the finish on the sanple panel.]

.4.2.5 [ Tool ed Fi nish

The t horoughly cured concrete shall be dressed with electric, air, or hand

tools to a uniformtexture and shall be given a [hand-tool ed] [rough] [or]
[fine-pointed] [crandalled] [or] [bush-hamered] surface texture. The
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finish shall be simlar to and shall closely natch the finish on the sanple
panel . ]

. 4.3 Formed Surface Repair

EE R R R R R I R R R R I R I R I R I R R R I R R S R R I R

NOTE: Refer to EM 1110-2-2000 for direction on
class of finish. Please note that definitions for
class of finish have been changed recently. d ass
of finish shall also be shown in the drawi ngs. The
section on formwrk presents materials for each

cl ass.
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After renoval of fornms, all ridges, lips, and bul ges on surfaces
permanent |y exposed shall be renobved. Al repairs shall be conpleted
within 48 hours after form renoval

.4.3.1 Cl asses A, AHV, & B Fini shes

Surfaces listed in Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMAORK and
as shown to have classes A, AHV, and B finishes shall have surface defects
repaired as follows: defective areas, voids, and honeyconbs snaller than
10 000 square nmm 16 square inches in area and less than 13 mr 1/2 i nch deep
and bug hol es exceeding 13 mr 1/2 inch in dianmeter shall be chi pped and
filled with dry-packed nortar. Holes left by renoval of tie rods shall be
reamed and filled with dry-packed nmortar as specified in paragraph MATERI AL
AND PROCEDURE FCOR REPAIRS. Defective and unsound concrete areas | arger
than described shall be defined by 13 nmm 1/2 inch deep dovetail ed saw cuts
in a rectangular pattern with lines parallel to the formwrk, the defective
concrete renoved by chipping, and the void repaired with replacenent
concrete. The prepared area shall be brush-coated with an epoxy resin
neeting the requirements of paragraph EPOXY RESIN, a |atex bondi ng agent
neeting the requirenents of paragraph LATEX BONDI NG COMPOUND, or a neat
cenment grout after danmpening the area with water. The void shall be filled
with replacenent concrete in accordance w th paragraph MATERI AL AND
PROCEDURE FOR REPAI RS

.4.3.2 Class C Finish

Surfaces listed in Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMAORK and
as shown shall have defects repaired as foll ows: defective areas, voids

and honeyconbs smaller than 15 000 square mm 24 square inches and | ess than
50 mm 2 inches deep; bug hol es exceeding 38 mr 1-1/2 inches in diamneter
shal | be chipped and filled with dry-packed nortar; and holes left by
renoval of the tie rods shall be chipped and filled with dry-packed

nortar. Defective and unsound concrete areas |arger than 15 000 square mr
24 square inches and deeper than 38 mr 1-1/2 inches shall be defined by 13
nr 1/2 inch deep dovetailed saw cuts in a rectangul ar pattern, the
defective concrete renoved by chipping, and the void repaired with

repl acenent concrete. The prepared area shall be brush-coated with an
epoxy resin neeting the requirenents of paragraph EPOXY RESIN, a | atex
bondi ng agent neeting the requirenents of paragraph LATEX BONDI NG COMPOUND
or a neat cenent grout after danpening the area with water. The void shal
be filled with replacement concrete in accordance wth paragraph MATERI AL
AND PROCEDURE FOR REPAI RS
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3.4.3.3 Class D Finish

Surfaces listed in Section 03 11 13.00 10 STRUCTURAL CONCRETE FORMAORK and
as shown to have class D finish shall have surface defects repaired as

foll ows: defective areas, voids, and honeyconbs greater than 30 000 square
nmr 48 square inches in area or nore than 50 mr 2 i nches deep shall be
defined by 13 mr 1/2 inch deep dovetailed saw cuts in a rectangul ar
pattern, the defective concrete removed by chipping and the void repaired
with repl acement concrete. The prepared area shall be brush-coated with an
epoxy resin neeting the requirenents of paragraph EPOXY RESIN, a | atex
bondi ng agent neeting the requirenents of paragraph LATEX BONDI NG COMPOUND
or a neat cenent grout after danpening the area with water. The void shal
be filled with replacement concrete in accordance wth paragraph MATERI AL
AND PROCEDURE FOR REPAI RS

3.4.3.4 Mat erial and Procedure for Repairs

The cenent used in the dry-packed nortar or replacenent concrete shall be a
bl end of the cenent used for production of project concrete and white
portland cement properly proportioned so that the final color of the nortar
or concrete will match adjacent concrete. Trial batches shall be used to
determne the proportions required to match colors. Dry-packed nortar
shal | consist of one part cenment to two and one-half parts fine aggregate.
The fine aggregate shall be that used for production of project concrete.
The nortar shall be rem xed over a period of at |east 30 mnutes wthout
addition of water until it obtains the stiffest consistency that wll
permt placing. Mrtar shall be thoroughly conpacted into the prepared
void by tanping, rodding, ramm ng, etc. and struck off to match adjacent
concrete. Replacenent concrete shall be produced using project nmaterials
and shall be proportioned by the Contracting Officer. |t shall be
thoroughly conpacted into the prepared void by internal vibration, tanping,
roddi ng, ramm ng, etc. and shall be struck off and finished to match

adj acent concrete. Forns shall be used to confine the concrete. |If an
expandi ng agent is used in the repair concrete, the repair shall be
thoroughly confined on all sides including the top surface. Mtal tools
shall not be used to finish permanently exposed surfaces. The repaired
areas shall be cured for 7 days. The tenperature of the in situ concrete,
adj acent air, and replacenent nortar or concrete shall be above 5 degrees C
40 degrees F during placenent, finishing, and curing. Oher nethods and
materials for repair may be used only when approved in witing by the
Contracting Officer. Repairs of the so called "plaster-type" will not be
permtted.

3.5 CURI NG AND PROTECTI ON
3.5.1 Dur ati on
The I ength of the curing period shall be deternined by the type of
cenentitious material, as specified below. Concrete shall be cured by an
approved net hod.
[ Type Il portland cenent 3 days]

[Portland cenent when accelerator is used to achieve
hi gh early strength, except when fly-ash or

GGBF slag is used 3 days]
[ Type | portland cenent 7 days]
[[Type | S][ Type I P] cenent 7 days]
[Portland cenment blended with silica fune 7 days]
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[ Type Il portland cenent 14 days]
[Portland cement bl ended with
25 percent of less fly-ash or GGEBF sl ag 14 days]

[Portland cenent blended with nore than
25 percent fly-ash or GEBF sl ag 21 days]

| mredi ately after placenment, concrete shall be protected from premature
drying, extremes in tenperatures, rapid tenperature change, and nechani ca
damage. All materials and equi pnent needed for adequate curing and
protection shall be available and at the placenent site prior to the start
of concrete placement. Concrete shall be protected fromthe damagi ng
effects of rain for 12 hours and fromflowi ng water for 14 days [7 days
with Type |11 cenent]. No fire or excessive heat including welding shal

be permitted near or in direct contact with concrete or concrete enbednents
at any tine.

.5.2 Moi st Curi ng

Moi st-cured concrete shall be maintained continuously, not periodically,
wet for the entire curing period. |If water or curing materials stain or

di scol or concrete surfaces that are to be pernmanently exposed, they shal
be cl eaned as required in paragraph APPEARANCE. Where wooden form
sheathing is left in place during curing, the sheathing shall be kept wet
at all times. |If steel forms are used in hot weather, nonsupporting
vertical forms shall be carefully broken | oose fromthe concrete, soon
after the concrete hardens, and curing water continuously applied into the
void so as to continuously saturate the entire concrete surface.

Hori zontal surfaces may be noist cured by ponding, by covering with a

m ni mum uni form t hi ckness of 50 mr 2 inches of continuously saturated sand,
or by covering with saturated nonstaining burlap or cotton mats.

Hori zontal construction joints nmay be allowed to dry for 12 hours
imediately prior to the placing of the following lift. Silica fune
concrete, if used, shall be mpist-cured. Curing of silica fune concrete
shal |l start imediately after placenent.

.5.3 Menbr ane- Formi ng Curing Conpound

Concrete may be cured with an approved nenbrane-form ng curing conpound in
lieu of noist curing except that nmenbrane curing will not be pernitted on
any surface to which a grout-cleaned finish is to be applied or other
concrete is to be bonded, on any surface containing protruding stee

rei nforcenent, on an abrasive aggregate finish, or any surface mnaintained
at curing tenperature by use of free steam A styrene acrylate or

chl orinated rubber conmpound may be used for surfaces that are to be painted
or are to receive bitum nous roofing or waterproofing, or for floors that
are to receive adhesive applications of resilient flooring. The curing
conpound sel ected shall be conpatible with any subsequent paint, roofing,
wat er proofing, or flooring specified.

.5.3.1 Pi gment ed Curing Conpound
A pignented curing conpound neeting the requirenents of the above paragraph

MEMBRANE- FORM NG CURI NG COVPOUND may be used on surfaces that will not be
exposed to view when the project is conpleted.
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3.5.3.2 Nonpi gment ed Curi ng Conpound

A nonpi gnented curing conpound containing a fugitive dye may be used on
surfaces that will be exposed to view when the project is conpleted.
Concrete cured with nonpi gnmented curing conmpound nust be shaded fromthe
sun for the first 3 days when the anbient tenperature is 32 degrees C 90
degrees F or higher.

3.5.3.3 Appl i cation

The curing conmpound shall be applied to forned surfaces imedi ately after
the forns are renobved and prior to any patching or other surface treatnent
except the cleaning of |oose sand, nortar, and debris fromthe surface.

The surfaces shall be thoroughly noistened with water, and the curing
compound applied as soon as free water disappears. The curing compound
shal |l be applied to unfornmed surfaces as soon as free water has di sappeared
and bl eedi ng has stopped. The curing conpound shall be applied in a
two-coat continuous operation by approved notorized power-spraying

equi prent operating at a nini mum pressure of 500 kPa 75 psi, at a uniform
coverage of not nmore than 10 square neters/L 400 square feet per gallon for
each coat, and the second coat shall be applied perpendicular to the first
coat. Concrete surfaces that have been subjected to rainfall within 3
hours after curing conpound has been applied shall be resprayed by the

net hod and at the coverage specified. Al concrete surfaces on which the
curing conpound has been applied shall be adequately protected for the
duration of the entire curing period from pedestrian and vehicular traffic
and fromany other cause that will disrupt the continuity of the curing
menbr ane.

3.5.4 Evapor ati on Retardant

Rk Ik kb Sk R IR Rk kS ARk Ik Sk S R R Rk kR kR Ik S I SRRk ko b o

NOTE: The concrete that may be cured using

i mpervi ous sheet should be horizontal or near

hori zontal finished surfaces such as roof sl abs,
floors, or the first course of two-course floors, or
floors that are to be covered with tile or resilient
flooring.

Rk Rk bk R R IR Rk I kS S S S R R R Rk kb S R R Rk kS I S b S I R o

The foll owi ng concrete surfaces may be cured using sheet nateri al

[ 1]
[ 1]

Sheet curing shall not be used on vertical or near-vertical surfaces. Al
surfaces shall be thoroughly wetted and be conpletely covered with

wat er pr oof paper or pol yethyl ene-coated burlap having the burlap thoroughly
wat er - saturated before placing. Covering shall be laid with Iight-col ored
side up. Covering shall be | apped not |less than 300 mr 12 inches and
securely wei ghted down or shall be | apped not Iess than 100 mr 4 inches and
taped to forma continuous cover with conpletely closed joints. The sheet
shal | be weighted to prevent displacenent so that it renmins in contact
with the concrete during the specified length of curing. Coverings shal

be fol ded down over exposed edges of slabs and secured by approved neans.
Sheets shall be immediately repaired or replaced if tears or hol es appear
during the curing period.

SECTION 03 31 01.00 10 Page 45



3.5.5 Col d- Weat her Curing and Protection

When the daily outdoor |low tenperature is |ess than O degrees C 32 degrees F
the tenperature of the concrete shall be nmintained above 5 degrees C 40
degrees F for the first 7 days after placing. |In addition, during the
period of protection renoval, the air tenperature adjacent to the concrete
surfaces shall be controlled so that concrete near the surface will not be
subjected to a tenperature differential of nore than 15 degrees C 25
degrees F as determ ned by observation of anbient and concrete tenperatures
i ndi cated by suitable tenperatures neasuring devices furnished by the
CGovernment as required and installed adjacent to the concrete surface and
50 mr 2 inches inside the surface of the concrete. The installation of the
thernmoneters shall be made by the Contractor at such | ocations as nay be

di rected.

3.6  SETTING OF BASE PLATES AND BEARI NG PLATES
3.6.1 Setting of Plates

After being plunbed and properly positioned, colum base plates, bearing

pl ates for beams and simlar structural menbers, and machi nery and

equi pnent base plates shall be provided with full bearing with nonshrink
grout. The space between the top of concrete or masonry-bearing surface
and the bottomof the plate shall be approximately 1/24 of the width of the
plate, but not less than 13 mr 1/2 inch for plates less than 300 mr 12
inches wide. Concrete surfaces shall be rough, clean, and free of oil
grease, and laitance, and they shall be danp. Metal surfaces shall be
clean and free of oil, grease, and rust.

3.6.2 Nonshrink Grout Application

Nonshrink grout shall conformto the requirenents of paragraph NONSHRI NK
GRQUT. Water content shall be the minimumthat will provide a flowable

m xture and fill the space to be grouted wi thout segregation, bleeding, or
reducti on of strength.

3.6.2.1 M xi ng and Pl aci ng of Nonshrink G out

M xi ng and pl acing shall be in conformance with the material manufacturer's
instructions and as specified. |Ingredients shall be thoroughly dry-m xed
before adding water. After adding water, the batch shall be nixed for 3

m nutes. Batches shall be of size to all ow continuous placenent of freshly
m xed grout. Gout not used within 30 minutes after mixing shall be

di scarded. The space between the top of the concrete or masonry-bearing
surface and the plate shall be filled solid with the grout. Forns shall be
of wood or other equally suitable material for retaining the grout and
shal | be renoved after the grout has set. |If grade "A" grout as specified
in ASTM C 1107/ C 1107V is used, all surfaces shall be forned to provide
restraint. The placed grout shall be worked to elinminate voids; however,
overwor ki ng and breakdown of the initial set shall be avoided. G out shal
not be retempered or subjected to vibration fromany source. \Were

cl earances are unusually small, placenent shall be under pressure with a
grout punp. Tenperature of the grout, and of surfaces receiving the grout,
shal |l be naintained at 20 to 30 degrees C 65 to 85 degrees F until after
setting.

3.6.2.2 Treat ment of Exposed Surfaces

After the grout has set, those types containing netallic aggregate shal
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have the exposed surfaces cut back 25 mr 1 inch and inmedi ately covered
with a parge coat of nortar proportioned by mass of one part portland
cement, two parts sand, and sufficient water to nake the m xture

pl aceabl e. The parge coat shall have a snooth, dense finish. The exposed
surface of other types of nonshrink grout shall have a snooth, dense finish

3.6.2.3 Curing

Grout and parge coats shall be cured in conformance w th paragraph CURI NG
AND PROTECTI ON

3.7 TESTS AND | NSPECTI ONS
Tests and i nspections shall conformto the followi ng requiremnents.

3.7.1 Cener a

EE R I R I I R I I R R I R R R R I R I R I R I R R R I R R R S R R I R

NOTE: The title of the certification provided by
ACl that concrete inspectors/technicians have to
have to performconcrete testing was changed from
"Concrete Transportation Construction Inspector” to
"Concrete Construction Inspector” in 2004. Since
the certification is good for 5 years, both titles
will be kept in the specifications through 2006;
pi ck the correct bracketed statenment for projects
prior to 2004.

R IR I S bk O bk I S kI I I kS Rk S bk S ok S b S Rk S S bk b S S S S R S

The Contractor shall performthe inspections and tests described bel ow,
and, based upon the results of these inspections and tests, he shall take
the action required and subnit reports as required. Wen, in the opinion
of the Contracting Oficer, the concreting operation is out of control
concrete placenent shall cease. The laboratory performng the tests shal
be on site and shall conformw th ASTM C 1077. The individuals who sanpl e
and test concrete or the constituents of concrete as required in this
specification shall have denmonstrated a know edge and ability to perform
the necessary test procedures equivalent to the ACI m ni mum gui delines for
certification of Concrete Field Testing Technicians, Gade |I. The

i ndi vidual s who performthe inspection of concrete construction shall have
denmonstrated a know edge and ability equivalent to the ACI m ni num

gui delines for certification of [Concrete Transportation Construction

I nspector (CTCl)] [Concrete Construction Inspector (CCl)]. The Governnent
wi Il inspect the | aboratory, equipnent, and test procedures prior to start
of concreting operations and at |east once per year thereafter for
conformance with ASTM C 1077.

3.7.2 Testing and | nspection Requirenents
3.7.2.1 Fi ne Aggregate

a. Gading - At |east once during each shift when the concrete plant
is operating, there shall be one sieve analysis and fineness nodul us
determi nation in accordance with ASTM C 136 and COE CRD-C 104 for the
fine aggregate or for each size range of fine aggregate if it is

bat ched in nore than one size or classification. The |ocation at which
sanmpl es are taken may be selected by the Contractor as the npst

advant ageous for control. However, the Contractor is responsible for
delivering fine aggregate to the nmixer within specification limts.
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b. Corrective Action for Fine Aggregate G ading - Wen the anount
passing on any sieve is outside the specification lints, the fine
aggregate shall be inmediately resanpled and retested. |If there is
another failure on any sieve, the fact shall inmrediately be reported to
the Contracting O ficer.

c. Misture Content Testing - Wen in the opinion of the Contracting
Oficer the electric noisture neter is not operating satisfactorily,
there shall be at least four tests for moisture content in accordance
with ASTM C 566 during each 8-hour period of nmixing plant operation
The tines for the tests shall be selected randomy within the 8-hour
period. An additional test shall be made whenever the slunp is shown
to be out of control or excessive variation in workability is reported
by the placing foreman. When the electric noisture neter is operating
satisfactorily, at |east two direct neasurenents of noisture content
shal | be nade per week to check the calibration of the nmeter. The
results of tests for noisture content shall be used to adjust the added
water in the control of the batch plant.

d. Misture Content Corrective Action - \Wenever the noisture content
of the fine aggregate changes by 0.5 percent or nore, the scale
settings for the fine-aggregate batcher and water batcher shall be
adjusted (directly or by neans of a noisture conpensation device) if
necessary to mmintain the specified slunp.

2 Coar se Aggregate

a. Gading - At |east once during each shift in which the concrete
plant is operating, there shall be a sieve analysis in accordance with
ASTM C 136 for each size of coarse aggregate. The location at which
sanmpl es are taken may be selected by the Contractor as the npst

advant ageous for production control. However, the Contractor shall be
responsi ble for delivering the aggregate to the mxer within
specification limts. A test record of sanples of aggregate taken at
the sane | ocations shall show the results of the current test as well
as the average results of the five nost recent tests including the
current test. The Contractor nay adopt limits for control which are
coarser than the specification limts for sanples taken at |ocations
other than as delivered to the mxer to allow for degradation during
handl i ng.

b. Corrective Action for Grading - Wen the ampbunt passing any sieve
is outside the specification linmts, the coarse aggregate shall be

i medi ately resanpled and retested. |If the second sanmple fails on any
sieve, that fact shall be reported to the Contracting Oficer. Were
two consecutive averages of five tests are outside specification
limts, the operation shall be considered out of control and shall be
reported to the Contracting Officer. Concreting shall be stopped and
i medi ate steps shall be taken to correct the grading.

c. Coarse Aggregate Moisture Content - A test for noisture content of
each size group of coarse aggregate shall be made at | east tw ce per
week. When two consecutive readings for snallest size coarse aggregate
differ by nmore than 1.0 percent, frequency of testing shall be

i ncreased to that specified above for fine aggregate, until the

di fference falls below 1.0 percent.

d. Coarse Aggregate Moisture Corrective Action - Wenever the noisture
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3.7.2.3

content of any size of coarse aggregate changes by 0.5 percent or nore,
the scale setting for the coarse aggregate batcher and the water
bat cher shall be adjusted if necessary to maintain the specified slunp.

Qual ity of Aggregates

EE R R R R I I R R I I I R R R I R I S S R R R I I Rk I I R R O R I O

NOTES:
QUALI TY.

Tests should be those listed in paragraph

The petrographic exanination shall be used to
identify del eterious substances in aggregates.

Del eteri ous substances shall be listed individually
with respective linits.

Dependi ng upon the quality pf aggregates avail abl e,

sone tests may not

be required. Refer to EM

1110- 2- 2000 for the purpose of each test.

EE R R R R I I R R I I I R R R R S R R R I R I Rk I I I R O S O

a. Frequency of Quality Tests - Thirty days prior to the start of

concrete placenent the Contractor shal
quality listed bel ow.

pl acenent, the Contractor shal

accordance with the frequency schedul e shown bel ow
after the start of concrete placenent shal

to entering the concrete m xer

I n addition,
performtests for aggregate quality in
Sanpl es tested

be taken inmedi ately prior

perform all

tests for aggregate

after the start of concrete

FREQUENCY
FI NE COARSE
PROPERTY AGGREGATE AGGREGATE TEST
Specific Gavity Every 3 nont hs Every 3 nont hs ASTM C 127
ASTM C 128
Absor ption Every 3 nonths Every 3 nonths ASTM C 127
ASTM C 128
[Durability

Fact or Usi ng,
(Procedure A)

Every 12 nonths

Every 12 nonths

CCE CRD-C 114
ASTM C 666/ C 666V

[Cay Lunps

and Friable

Particles Every 3 nont hs Every 3 nont hs ASTM C 142]

[ Material Finer

t han the 75-um

(No. 200) Sieve Not applicabl e Every 3 nonths ASTM C 117]

I mpurities Every 3 nont hs Not applicable ASTM C 40
ASTM C 87

[A.L. Abrasion Not applicabl e Every 6 nonths ASTM C 131
ASTM C 535]

[ Soft and

Friable (Scratch

Har dness) Not applicabl e Every 6 nonths CCE CRD-C 130]
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FREQUENCY

FI NE COARSE

PROPERTY AGGREGATE AGGREGATE TEST
[ Pet rographi c
Exami nati on Every 6 nonths Every 6 nonths ASTM C 295]
[Chert, less
than 2. 40
specific
gravity Every 6 nonths Every 6 nonths ASTM C 123]
[ Coal and
Lignite, less
t han 2.00
gravity Every 6 nonths Every 6 nonths ASTM C 123]

b. Corrective Action for Aggregate Quality - If the result of a
quality test fails to neet the requirenents for quality imrediately
prior to start of concrete placement, production procedures or
materials shall be changed and additional tests shall be perforned
until the material neets the quality requirenents prior to proceeding
with either mxture proportioning studies or starting concrete

pl acement. After concrete placenent commences, whenever the result of
atest for quality fails the requirenments, the test shall be rerun
imediately. |If the second test fails the quality requirement, the
fact shall be reported to the Contracting O ficer and i medi ate steps
taken to rectify the situation.

3.7.2.4 Scal es

a. Weighing Accuracy - The accuracy of the scal es shall be checked by
test weights prior to start of concrete operations and at |east once
every 3 nonths for confornmance with the applicable requirenments of

par agr aph BATCH NG EQUI PMENT. Such tests shall al so be rmade as
directed whenever there are variations in properties of the fresh
concrete that could result from batching errors.

b. Batching and Recording Accuracy - Once a week the accuracy of each
bat chi ng and recordi ng device shall be checked during a wei ghing
operation by noting and recording the required weight, recorded wei ght,
and the actual weight batched. The Contractor shall confirmthat the
calibration devices described in paragraph BATCH PLANT for checking the
accuracy of di spensed adm xtures are operating properly.

c. Scales Corrective Action - Wen either the weighing accuracy or

bat chi ng accuracy does not conply with specification requirenents, the
pl ant shall not be operated until necessary adjustnents or repairs have
been nade. Discrepancies in recording accuracies shall be corrected

i medi atel y.

3.7.2.5 Bat ch- Pl ant Contr ol

The neasurenent of all constituent nmaterials including cenmentitious
materi al s, each size of aggregate, water, and adm xtures shall be
continuously controlled. The aggregate wei ghts and anount of added water
shal | be adjusted as necessary to conpensate for free noisture in the
aggregates. The anount of air-entraining agent shall be adjusted to
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control air content within specified linmts. A report shall be prepared

i ndi cating type and source of cement used, type and source of pozzol an or
sl ag used, amount and source of adm xtures used, aggregate source, the
requi red aggregate and water weights per cubic neter yard, anount of water
as free noisture in each size of aggregate, and the batch aggregate and
wat er wei ghts per cubic neter yard for each class of concrete batched
during plant operation.

3.7.2.6 Concrete M xture

a. Air Content Testing - Air content tests shall be made when test
speci mens are fabricated. In addition, at least two tests for air
content shall be nade on randomy sel ected batches of each separate
concrete m xture produced during each 8-hour period of concrete
production. Additional tests shall be nade when excessive variation in
workability is reported by the placing foreman or Governnent quality
assurance representative. Tests shall be nmade in accordance with

ASTM C 231. Test results shall be plotted on control charts which
shall at all tinmes be readily available to the Governnent. Copies of
the current control charts shall be kept in the field by the
Contractor's quality control representatives and results plotted as
tests are made. Wen a single test result reaches either the upper or
lower action limt a second test shall immediately be made. The
results of the two tests shall be averaged and this average used as the
air content of the batch to plot on both the control chart for air
content and the control chart for range, and for determ ning the need
for any renmedial action. The result of each test, or average as noted
in the previous sentence, shall be plotted on a separate chart for each
m xture on which an "average line" is set at the mdpoint of the
specified air content range from paragraph AR CONTENT. An upper
warning limt and a lower warning limt line shall be set 1.0

per cent age poi nt above and bel ow the average line. An upper action
l[imt and a lower action limt line shall be set 1.5 percentage points
above and bel ow the average |ine, respectively. The range between each
two consecutive tests shall be plotted on a control chart for range
where an upper warning limt is set at 2.0 percentage points and up
upper action Ilimt is set at 3.0 percentage points. Sanples for air
content may be taken at the nixer, however, the Contractor is
responsi ble for delivering the concrete to the placenent site at the
stipulated air content. |If the Contractor's materials or
transportati on net hods cause air content | oss between the m xer and the
pl acenent, correlation sanples shall be taken at the placenent site as
required by the Contracting Officer and the air content at the m xer
control l ed as directed.

b. Air Content Corrective Action - \Wenever points on the contro
chart for percent air reach either warning limt, an adjustnent shal

i medi ately be nade in the anobunt of air-entraining adm xture batched.
As soon as is practical after each adjustnment, another test shall be
made to verify the result of the adjustnent. Whenever a point on the
control chart range reaches the warning limt, the adm xture dispenser
shall be recalibrated to ensure that it is operating accurately and

wi th good reproducibility. Wenever a point on either control chart
reaches an action limt line, the air content shall be considered out
of control and the concreting operation shall imediately be halted
until the air content is under control. Additional air content tests
shal | be nade when concreting is restarted. Al this shall be at no
extra cost to the Governnent.
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c. Slunp Testing - In addition to slunp tests which shall be nade when
test specinmens are fabricated, at least four slunp tests shall be nade
on random y sel ected batches in accordance with ASTM C 143/ C 143\ for
each separate concrete m xture produced during each 8-hour or |ess
peri od of concrete production each day. Also, additional tests shal
be made when excessive variation in workability is reported by the

pl aci ng foreman or CGovernnent's quality assurance representative. Test
results shall be plotted on control charts which shall at all times be
readily available to the Governnent. Copies of the current contro
charts shall be kept in the field by the Contractor's quality contro
representatives and results plotted as tests are nade. Wen a single
slunp test reaches or goes beyond either the upper or |ower action
limt, a second test shall immediately be nade on the sanme batch of
concrete. The results of the two tests shall be averaged and this
average used as the slunp of the batch to plot on both the contro
chart for percent air and the chart for range, and for determ ning the
need for any renedial action. An upper warning limt shall be set at
13 mr 1/ 2 inch bel ow the maxi mum al | owabl e sl unp on separate contro
charts for percent air used for each type of mxture as specified in
par agraph SLUMP, and an upper action linmt line and lower action [imt
line shall be set at the maxi mum and m ni mum al | owabl e sl unps,
respectively, as specified in the sane paragraph. The range between
each consecutive slunp test for each type of mxture shall be plotted
on a single control chart for range on which an upper action limt is
set at 50 mm 2 inches. Sanples for slunp shall be taken at the m xer
however, the Contractor is responsible for delivering the concrete to
the placenent site at the stipulated slunp. |If the Contractor's
materials or transportation nethods cause slunp | oss between m xer and
t he placenent, correlation sanples shall be taken at the placenent site
as required by the Contracting Oficer and the slunp at the m xer
control l ed as directed.

d. Slunp Corrective Action - \Wenever points on the control chart for
slunp reach the upper warning limt, an adjustment shall be immediately
made in the batch weights of water and fine aggregate. The adjustnents
are to be made so that the total water content does not exceed that
amount al |l owed by the maxi mum W C speci fi ed, based upon aggregates
which are in a saturated surface-dry condition. Wen a single slunp
reaches the upper or lower action Iimt, no further concrete shall be
delivered to the placing site until proper adjustnents have been nade.

| mredi ately after each adjustnent, another test shall be made to verify
the correctness of the adjustnment. Wenever two consecutive slunp
tests, made during a period when there was no adjustnment of batch

wei ghts, produce a point on the control chart for range at or above the

upper action limt, the concreting operation shall inmrediately be
halted and the Contractor shall take appropriate steps to bring the
sl unp under control. Also, additional slunp tests shall be made as

directed. Al this shall be at no additional cost to the Governnent.

e. Tenperature - The tenperature of the concrete shall be neasured
when conpressive strength speci nens are fabricated. Measurenent shal
be in accordance with ASTM C 1064/ C 1064N. The tenperature shall be
reported along with the conpressive strength data.

f. Conpressive-Strength Specinens - At | east one set of test specinens
shal | be nade each day on each different concrete m xture placed during
the day. Additional sets of test cylinders shall be nade, as directed

by the Contracting Oficer, when the m xture proportions are changed or
when | ow strengt hs have been detected. A random sanpling plan shall be
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devel oped by the Contractor and approved by the Contracting Oficer
prior to the start of construction. The plan shall assure that
sampling is done in a conpletely random and unbi ased nmanner. A set of
test specinens for concrete with a 28-day specified strength in
accordance with paragraph DESI GN REQUI REMENTS shal | consi st of four
cylinders, two to be tested at 7 days and two at 28 days. A set of
test specinmens for concrete with a 90-day strength in accordance with
speci fied paragraph DESI GN REQUI REMENTS shal | consi st of six cylinders,
two tested at 7 days, two at 28 days, and two at 90 days. Test

speci mens shall be nolded and cured in accordance with ASTM C 31/ C 31N
and tested in accordance with ASTM C 39/C 39N. Al

conpressive-strength tests shall be reported imediately to the
Contracting Officer. Quality control charts shall be kept for

i ndi vidual strength tests, noving average for strength, and noving
average for range for each m xture. The charts shall be sinilar to
those found in ACI 214R.

3.7.2.7 I nspection Before Placing

Foundati on or construction joints, forms, and enbedded itens shall be

i nspected for quality by the Contractor in sufficient time prior to each
concrete placenent to certify to the Contracting O ficer that they are
ready to receive concrete. The results of each inspection shall be
reported in witing.

3.7.2.8 Pl aci ng

3. 7.

2.

a. Placing Inspection - The placing foreman shall supervise all

pl aci ng operations, shall determ ne that the correct quality of
concrete or grout is placed in each location as directed and shall be
responsi bl e for measuring and recording concrete tenperatures and

anbi ent tenperature hourly during placing operations, weather
conditions, time of placenent, yardage placed, and nethod of placenent.

b. Placing Corrective Action - The placing foreman shall not permt
bat ching and placing to begin until he has verified that an adequate
nunber of vibrators in working order and with conpetent operators are
avai l able. Placing shall not be continued if any pile of concrete is
i nadequately consolidated. |[If any batch of concrete fails to neet the
tenperature requirenents, inmredi ate steps shall be taken to inprove
tenperature controls.

9 Vi brators

a. Vibrator Testing and Use - The frequency and anplitude of each

vi brator shall be determined in accordance with COE CRD-C 521prior to
initial use and at | east once a nonth when concrete is being placed.
Addi tional tests shall be made as directed when a vibrator does not
appear to be adequately consolidating the concrete. The frequency
shal |l be determined at the same time the vibrator is operating in
concrete with the tachoneter held against the upper end of the vibrator
head whil e al nbst subnerged and just before the vibrator is wthdrawn
fromthe concrete. The anplitude shall be deternmined with the head
vibrating in air. Two neasurenents shall be taken, one near the tip
and anot her near the upper end of the vibrator head and these results
averaged. The nmake, nodel, type, and size of the vibrator and
frequency and amplitude results shall be reported in witing.

b. Vibrator Corrective Action - Any vibrator not neeting the
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requi renents of paragraph VI BRATORS shall be i mediately renoved from
service and repaired or repl aced.

3.7.2.10 Curing

a. Mist-Curing Inspections - At |east once each shift, and once per
day on nonwork days an inspection shall be made of all areas subject to
nmoi st curing. The surface noisture condition shall be noted and

recor ded.

b. Mist-Curing Corrective Action - Wen a daily inspection report
lists an area of inadequate curing, inmrediate corrective action shal
be taken, and the required curing period for such areas shall be
ext ended by one (1) day.

c. Menbrane-Curing Inspection - No curing conmpound shall be applied
until the Contractor's authorized representative has verified that the
conpound is properly mixed and ready for spraying. At the end of each
operation, he shall estimate the quantity of conmpound used by

nmeasur enent of the container and the area of concrete surface covered
and compute the rate of coverage in square neters/L square feet per
gallon. He shall note whether or not coverage is uniform

d. Menbrane-Curing Corrective Action - Wien the coverage rate of the
curing conpound is less than that specified or when the coverage is not
uniform the entire surface shall be sprayed again.

e. Sheet-Curing Inspection - At |east once each shift and once per day
on nonwor k days, an inspection shall be made of all areas being cured
using material sheets. The condition of the covering and the tightness
of the laps and tapes shall be noted and recorded.

f. Sheet-Curing Corrective Action - Wen a daily inspection report
lists any tears, holes, or laps or joints that are not conpletely

cl osed, the tears and holes shall pronptly be repaired or the sheets
repl aced, the joints closed, and the required curing period for those
areas shall be extended by one (1) day.

3.7.2.11 Col d- Weat her Protection and Seal ed Insul ation Curing

At | east once each shift and once per day on nonwork days, an inspection
shal |l be nade of all areas subject to col d-weat her protection. The
protection systemshall be inspected for holes, tears, unsealed joints, or
other deficiencies that could result in damage to the concrete. Specia
attention shall be taken at edges, corners, and thin sections. Any
deficiencies shall be noted, corrected, and reported.

3.7.2.12 Col d-Wather Protection Corrective Action
When a daily inspection report lists any holes, tears, unsealed joints, or
ot her deficiencies, the deficiency shall be corrected i mediately and the
peri od of protection extended 1 day.
3.7.2.13 M xer Uniformty
a. Stationary Mxers - Prior to the start of concrete placing and once
every 6 nonths when concrete is being placed, or once for every 57,000

cubic nmeters 75,000 cubic yards of concrete placed, whichever results
in the longest time interval, uniformty of concrete mixing shall be
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determ ned in accordance with ASTM C 94/ C 94\.

b. Truck Mxers - Prior to the start of concrete placing and at | east
once every 6 nonths when concrete is being placed, uniformty of
concrete shall be determined in accordance with ASTM C 94/ C 94N. The
truck m xers shall be selected randomy for testing. Wen satisfactory
performance is found in one truck nixer, the performance of m xers of
substantially the same design and condition of the blades may be
regarded as satisfactory.

3.7.2.14 M xer Uniformity Corrective Action

When a mixer fails to nmeet nixer uniformty requirements, either the mxer
shal |l be renoved from service on the work, the mxing tine shall be

i ncreased, batching sequence changed, batch size reduced, or adjustnents
shall be nade to the mxer until conpliance is achieved.

. 7.3 Reports

Al results of tests or inspections conducted shall be reported informally
as they are conpleted and in witing daily. A weekly report shall be
prepared for the updating of control charts covering the entire period from
the start of the construction season through the current week. During

peri ods of col d-weather protection, reports of pertinent tenperatures shal
be nmade daily. These requirenments do not relieve the Contractor of the
obligation to report certain failures imediately as required in preceding
par agr aphs. Such reports of failures and the action taken shall be
confirmed in witing in the routine reports. The Contracting Oficer has
the right to examne all test and inspection records.
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LI ST OF FI NE AND COARSE AGGREGATE SOURCES

PI' T LOCATI ON, ADDRESS MAI N OFFI CE, ADDRESS
LAT/ LONG AND TELEPHONE NUMBER AND TELEPHONE NUMBER

FI NE AGGREGATE

COARSE AGGREGATE

-- End of Section --
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