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STUCCO
05/ 09
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NOTE: This section covers requirenents for stucco
i ncl udi ng associ ated frami ng and | at hi ng.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itenms, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Commrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of

techni cal proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS shoul d be subnmitted as
a Criteria Change Request (CCR

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

PART 1 GENERAL

1.1 REFERENCES

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the issue dates.
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Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL (ASTM

ASTM A 185/ A 185M (2007) Standard Specification for Steel
Wl ded Wre Reinforcenent, Plain, for
Concrete

ASTM C 1032 (2006) Standard Specification for Wven

Wre Pl aster Base

ASTM C 1063 (2008) Standard Practice for Installation
of Lathing and Furring to Receive Interior
and Exterior Portland Cenent-Based Pl aster

ASTM C 150/ C 150M (2009) Standard Specification for Portland
Cenent

ASTM C 206 (2003) Standard Specification for
Fi ni shing Hydrated Line

ASTM C 841 (2003; R 2008el) Installation of Interior
Lat hi ng and Furring

ASTM C 847 (2009) Standard Specification for Metal
Lat h

ASTM C 897 (2005; R 2009) Aggregate for Job-M xed
Portl and Cenent-Based Pl asters

ASTM C 926 (2006) Application of Portland
Cenent - Based Pl aster

ASTM C 933 (2009) Wl ded Wre Lath

ASTM D 1784 (2008) Standard Specification for Rigid

Pol y(Vi nyl Chloride) (PVC) Conpounds and
Chl ori nated Pol y(Vinyl Chloride) (CPVQ
Conpounds

.2 SUBM TTALS
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NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnittals
required for the project. Submittals should be kept
to the mninmumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
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submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO' for
Resident O fice; and "PO' for Project Office. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA proj ects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EZE IR R R S I R R I I O R R R Ok S R R I R R R I O R O O

Covernment approval is required for submittals with a "G designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submttal for the
Government.] Subnit the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:

SD- 02 Shop Draw ngs
Lat h
SD- 03 Product Data
Proportions and M xi ng
SD- 04 Sanpl es

Col ored Stucco Fini sh Coat
Sanpl e Panel

.3 QUALI TY ASSURANCE

Submit, if required, a SAMPLE PANEL as follows: [One 300 mr 12 inch square
stucco panel showi ng finish texture and col or and exposed reinforcement at
the edges, one 300 nm 12 inch square of reinforcenment, and a 300 mr 12 inch
| ength of each accessory proposed, prior to proceeding with stucco work.]

[ A sanpl e panel of stucco, constructed at the jobsite, and |ocated as
directed, to denpnstrate installation procedures, texture and color, prior
to proceeding with any stucco work; panel size shall be a ninimum of 1200
nm w de x 2400 mr 4 feet wide x 8 feet high; containing each type accessory
proposed for use and constructed in the vertical position. Sanple pane
shal | have exposed reinforcenent at the edges. Each phase of installation
such as fram ng, scratch coat, brown coat, finish coat and curing
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procedures shall be denpnstrated in the construction of the panel. Subnit
one 300 mr 12 inch square of reinforcenment and one 300 mr 12 inch | ength of
each accessory proposed for use, prior to constructing the sanple panel.]

.4 DELI VERY, STORAGE, AND HANDLI NG

Del i ver packaged materials to the site in the original packages and
containers with labels intact and seal s unbroken. Keep cenentitious
materials dry and stored off the ground, under cover and away from danmp
surfaces until ready to be used. Aggregate shall be covered to prevent the
absorption or |oss of noisture.

.5 ENVI RONMVENTAL REQUI REMENTS
Do not apply stucco when the anbient tenperature is 4 degrees C 40 degrees F

or lower, or when a drop in tenperature below 4 degrees C 40 degrees F is
expected within 48 hours after application.

PART 2 PRODUCTS

1 PORTLAND CEMENT
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NOTE: Where colored or white stucco finishis
requi red, the gray portland cement will be onitted.
Sel ect type of cenent to provide the required
characteristics. Type | cenent should normally be
speci fi ed when stucco requires no speci al

characteristics. Type Il cenent should be specified
when stucco will be exposed to noderate sul phate
(alkali) action. Type Ill cenment should be

speci fied when high early strength i s needed.

Rk Ik kR IR R R I kO S S R Rk Rk S Rk Ik kS b O I R I R

Portland cenment shall conformto ASTM C 150/ C 150\, [gray portland cenent
Type [I] [1I] [I111].] [white portland cenent, Type [I] [I1] [I1I].]

.2 COLORED STUCCO FI NI SH COAT

Col ored stucco finish coat shall be a m|Il mxed product using white
portland cenment and requiring only the addition of and mixing with water
for application. Color shall be [in accordance with Section 09 06 90COLOR
SCHEDULE] [ ]. Submit sanples including both a fabricated portion of
unit of work and col or sanples.

.3 LI ME

Linme shall conformto ASTM C 206, Type S

.4 SAND

Sand aggregate for job-m xed base coat and job-m xed finish coat stucco
shall conformto ASTM C 897.

.5 ACCESSCRI ES

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: Custom al um num radi uses, and custommters
and intersections with welded corners or taped backs
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are available. Al um num shapes with clear anodi zed,
col or anodi zed, or baked enanel finishes may be used
where required for aesthetic purposes. Al um num
shapes are nore costly than standard steel or PVC
shapes.

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

Accessories shall be [roll formed gal vani zed steel, or rigid polyvinyl
chloride (PVO] [___ ], except that cornerite and striplath shall be
fornmed fromsteel sheets with manufacturer's standard gal vani zed coati ng.
Vi nyl nenbers shall be in accordance with ASTM D 1784. Wl ded wire corner
rei nforcenents shall be zinc coated, galvanized 1.4 mr 17 gauge steel wre
conform ng to ASTM A 185/ A 185N. Furring shall include hangers, bolts,
inserts, clips, fastenings, and attachnents of nunber, size, and design to
develop the full strength of the nenbers.

2.6 STEEL FRAM NG

EE IR R R I R R I I R R R I I O R R R R Ok S R R R R R I R I I O R O

NOTE: Stud sizes and frami ng di nensions and details
will be indicated on the drawings. Framng will be
designed for a maxi mum defl ection of L/240 studs
only assenbly or a maxi mum defl ection of L/360 for
conpl eted assenbly, based on wind | oad design

requi renents in UFC 3-301-01

Rk Rk kIR Rk S S O e S S S AR Rk R O R Rk Ik kS I O R SRR o

Steel fram ng shall be as shown and shall be manufacturers standard
products with shop applied protective coating.

2.7 METAL LATH

Metal lath shall conformto ASTM C 847, types and wei ghts in accordance
with the various spacing shown in ASTM C 841. Lath for vertica
application on steel and wood fram ng supports shall be expanded netal or
wel ded or woven wire and shall have paper backing with a m ni num vapor
per meance of 287.2 ng per Pa per second per square neter 5 perns. Wven
wire lath shall be a maximum 38 x 38 nr 1-1/2 x 1-1/2 inch mesh wire of not
l ess than 1.37 mr 0.0540 inch nom nal dianeter and shall conformto

ASTM C 1032. Wl ded wire lath shall conformto ASTM C 933, with openings
not to exceed 50 x 50 mm 2 x 2 inches. Expanded netal or wire |ath shal
be fabricated in a manner to provide not |less than 6 mrm 1/4 inch keying
bet ween wi re and paper backi ng and keying shall be obtained by a uniform
series of slots in a perforated face paper woven between the wires.

2.8 WATER

Provide clean, fresh, potable water, free from anounts of oils, acids,
al kalis and organic matter that would be injurious to the stucco.

PART 3 EXECUTI ON
3.1 FRAM NG
Fram ng shall be installed as indicated.

3.2 CONTROL JA NTS

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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3.

NOTE: Control joints will be shown on the draw ngs,
dividing the stucco into areas of not nore than 13
square neters (144 square feet) with no dinmension
bet ween control joints greater than 5.4 neters (18
feet). The length to width ratio of the area
bounded by the control joints will not exceed 25 to
63 nmm (1 to 2-1/2 inches).

Rk Rk kR IR R R I kO ke S O R AR Rk R R R Rk O ok O I R R I O I b R R o

Control joints shall be located as indicated on the draw ngs.
Prefabricated control joint nenbers shall be installed prior to the
application of the stucco. Control joints shall be cleared of all stucco
within the control area after stucco application and prior to final stucco
set.

3 LATH
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NOTE: Drawings will clearly indicate where netal
lath is required. Metal lath will be used over
nmet al supports and wood supports. Metal
reinforcement with water-resi stant paper is
reconmended in all steel frame construction and
suspended ceilings. The use of nmetal reinforcenent
over concrete and masonry will be in accordance with
| ocal practice based upon satisfactory experience.
Paper backed |l ath may be applied to interior
concrete and nmasonry when adequate and uni form bond
cannot be obtai ned otherw se, and when the lath wll
be protected from noi sture.

EE R R R I R R R I I O R R R Ok S R R I R I R I O R I O

Install lath in accordance with ASTM C 841 or ASTM C 1063 except as
otherw se specified. Mtal and wire lath shall be applied straight,

wi t hout buckles and with joints staggered. End laps of nmetal lath shall be
not less than 25 mr 1 inch. Wen paper-backed lath is used, the paper

shall be split fromthe lath at all |ap areas to provide a paper to paper
and lath to lath lap. Horizontal joints shall be shiplapped. Lath shal

be interrupted at all control joints. Submit draw ngs show ng details of
construction for reinforcenent, furring, and grounds; including

manuf acturer's installation instructions for stucco materials, and

| ocati ons where each mix and coating thickness will be used.

. 3.1 Steel and Wod Supports

Metal lath without integral backing over vertical open or solid wood and
steel backing frame construction shall be applied only after a backi ng of
shi pl apped wat er proof ed bui |l di ng paper or other approved nmaterial has been
applied to the area to receive the stucco. Lath shall be secured to the
wood franmes with nails or staples spaced not over 150 mm 6 i nches on
centers along each support; and where sheets of lath are |apped, fasteners
shall be driven so as to hold both | apped edges securely in place. Lath
shal | be secured to steel frames in accordance with ASTM C 841 or

ASTM C 1063, as applicable.

.3.2 On Concrete and Masonry

Fasten lath every 200 mm 8 inches vertically and every 400 mr 16 inches
hori zontally. Were wood supports adjoin masonry or concrete in the sane
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direction, provide casing bead, control joints, or reinforcenment as
i ndi cat ed.

.3.3 Over Metal Lintels and Fl ashings

Lath over netal lintels shall be extended vertically over the angles to a
hei ght of not |less than 150 mr 6 inches and horizontally across the
underside of the lintels and shall be secured in an approved manner. Lath
over nmetal flashings shall lap the flashings not |ess than 50 mr 2 inches
and shall be extended vertically for a height of not |ess than 150 mr 6

i nches.

.3.4 Special Shapes, Profiles, and Contours

Speci al shapes, profiles, and contours shall be formed with wood, netal or
al um num furring and reinforcing.

.4 FURRI NG

Furring shall be installed to true lines and surfaces and shall be rigidly
supported and secured in place.

.5 PREPARATI ON OF SURFACES

Preparation of surfaces for application of stucco to solid bases such as
stone, masonry or concrete shall conformto the applicable requirenents of
ASTM C 926.

.6 PROPORTI ONS AND M XI NG

Proportions and m xi ng for job-m xed base coat and finish coat shal
conformto the applicable requirements of ASTM C 926. Mxing of mll-m xed
finish coat shall be in accordance with the manufacturer's directions.
Submit detail ed description of the proposed job-m x proportions for base
and finish coats; including identification of thickness of coats.

7 STUCCO APPLI CATI ON

Stucco shall be applied in three coats to a thickness of not |less than 25 mMm
1 inch as neasured fromthe back plane of netal reinforcenent, exclusive

of ribs or dinples or fromthe face of solid backing or support, with or

wi t hout netal reinforcenment, to the finished stucco surface, including
noderate texture variations. Stucco application shall conformto the

appl i cabl e requirements of ASTM C 926 and the foll ow ng:

. 7.1 Wor kmanshi p

Itens or features of the work in connection with or adjoining the stucco
shall be in place, plunb, straight, and true prior to beginning the stucco
work. Metal and wire lath, where required, shall be in place and
positioned to provide a good key at back of lath. Where lath is applied
over copper, the copper shall be given a heavy coat of bitum nous paint.
Masonry surfaces to receive stucco shall be evenly danpened i medi ately
prior to application of stucco. Each stucco coat shall be applied
continuously in one general direction, without allowing nortar to dry at
edges. \Where it is inmpossible to work the full dinmension of a wall surface
in a continuous operation, jointing shall be nmade at a break, opening, or
other natural division of the surface. Edges to be joined shall be
danpened slightly to produce a snooth confluence. Exterior corners of
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stucco shall be slightly rounded. Stucco on soffit surfaces shall be
pitched forward to forma drip.

.7.2 Scrat ch Coat

Scratch coat shall be applied not |ess than 10 nmr 3/8 inch thick under
sufficient pressure to formgood keys and to conpletely enbed the
reinforcenent. Before the scratch coat has set, it shall be lightly
scratched in one direction and vertical surfaces shall be scratched in the
hori zontal direction only. The scratch coat shall be fog cured for a

m ni mum of 72 hours.

. 7.3 Br own Coat

The scratch coat shall be dampened evenly to obtain uniformsuction before
the brown coat is applied. There shall be no visible water on the surface
when the brown coat is applied. The brown coat shall be applied to the
scratch coat with sufficient pressure to force the stucco into the
scratches and shall be brought to a plunb, true, even plane with rod or
strai ght edge. Wen set sufficiently, the brown coat shall be uniformy
floated with a dry float to pronote densification of the coat and to
provide a surface receptive to bonding of the finish coat. Brown coat
shall be fog cured for a mnimumof 72 hours.

.7.4 Fi ni sh Coat

Surfaces of the brown coat shall be danpened not nore than 1 hour before
the finish coat is to be applied to a uniformwetness with no free-standing
water on the surface. The finish coat shall have a [snooth trowel] [float]
[trowel -textured] [rough-textured] [spray-textured] [exposed aggregate]
finish and shall conformto the approved sanmple. The finish coat shall be
fog cured for a mnimum of 48 hours. Care shall be taken to prevent

st ai ni ng.

.7.5 Surface Tol erance

Wien a 3 m 10 foot straightedge is placed at any location on the finished
surface of the stucco, excluding rough-textured finish, the surface shal
not vary nore than 3 nr 1/8 inch fromthe straightedge.

. 8 CURI NG AND PROTECTI ON

Perform fog curing by applying a fine mst of water to the stucco. Care
shal | be exercised during fog curing to avoid erosion danage of the stucco
surfaces. Do not use a solid stream of water. Frequency of fogging shal
be not less than three tines daily. Protect the stucco fromthe direct
rays of the sun during severe drying conditions using canvas, cloth or

ot her approved sheet material, when directed.

.9 PATCHI NG AND PO NTI NG

Loose, cracked, danmaged or defective work shall be replaced or patched as
directed. Patching shall match existing work in texture and col or and
shal | be finished flush.

-- End of Section --
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