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NOTE: This gui de specification covers the
requi renents for normal gl azing.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
i nsert appropriate information

Remove information and requirenments not required in
respective project, whether or not brackets are
present.

Comrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of
Techni cal Proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnitted as
a Criteria Change Request (CCR)
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NOTE: |f special glazing such as | eaded gl ass,

| ami nated transparent mirrors, or plastic glazing
for unprotected openings is required, add
appropri ate paragraphs.
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NOTE: TO DOMNLOAD UFGS GRAPHI CS

Go to http://ww. wbdg. or g/ ccb/ NAVGRAPH gr apht oc. pdf .
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NOTE: On the draw ngs, show

1. Locations of each type of glass, using sane
term nol ogy as in specification
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2. Thickness of glass, unless glass of each type is
same thi ckness.

3. Franme and rabbet details, indicating nethod of
gl azi ng.
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
this paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
t he i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN NATI ONAL STANDARDS | NSTI TUTE (ANSI)
ANSI 797.1 (2004) dazing Materials Used in
Bui | di ngs, Safety Perfornmance
Speci fications and Met hods of Test
AMERI CAN SCCI ETY OF ClVIL ENG NEERS ( ASCE)

ASCE/ SEI 7- 05 (2005; R 2006) M ni mum Design Loads for
Bui I di ngs and Other Structures

ASTM | NTERNATI ONAL (ASTM

ASTM C 1036 (2006) Standard Specification for Flat
d ass
ASTM C 1048 (2004) Standard Specification for

Heat-Treated Flat dass - Kind HS, Kind FT
Coat ed and Uncoated d ass

ASTM C 1172 (2009) Standard Specification for
Lam nated Architectural Flat d ass

ASTM C 1184 (2005) Standard Specification for
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Structural Silicone Seal ants

ASTM C 509 (2006) El astoneric Cellular Preforned
Gasket and Sealing Materi al

ASTM C 669 (2000) d azi ng Conpounds for Back Beddi ng
and Face d azing of Metal Sash

ASTM C 864 (2005) Dense El astoneric Conpression Seal
Gaskets, Setting Bl ocks, and Spacers

ASTM C 920 (2008) Standard Specification for
El astoneric Joint Seal ants

ASTM D 2287 (1996; R 2001) Nonrigid Vinyl Chloride
Pol yner and Copol yner Mol di ng and
Ext rusi on Conpounds

ASTM D 395 (2003; R 2008) Standard Test Methods for
Rubber Property - Conpression Set

ASTM D 4802 (2002) Pol y(Methyl Methacrylate) Acrylic
Pl astic Sheet

ASTM D 673 (1993ael) Mar Resistance of Plastics

ASTM E 119 (2009c) Standard Test Methods for Fire
Tests of Building Construction and
Materi al s

ASTM E 1300 (2009a) Determ ning Load Resistance of

d ass in Buildings

ASTM E 2010 (2001) Positive Pressure Fire Tests of
W ndow Assenbl i es

ASTM E 2129 (2005) Standard Practice for Data
Coll ection for Sustainability Assessment
of Buil ding Products

ASTM E 413 (2004) Rating Sound Insulation

ASTM E 773 (2001) Accel erated Wat hering of Seal ed
Insulating Gass Units

ASTM E 774 (1997) dassification of the Durability of
Seal ed Insulating Gass Units

ASTM E 90 (2009) Standard Test Method for Laboratory
Measurement of Airborne Sound Transm ssion
Loss of Building Partitions and El ements

GLASS ASSOCI ATI ON OF NORTH AMERI CA ( GANA)

GANA d azi ng Manual (2004) d azing Manual
GANA Seal ant Manual (2008) Seal ant Manual
GANA St andar ds Manual (2001) Tenpering Division's Engineering
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St andards Manual

I NSULATI NG GLASS MANUFACTURERS ALLI ANCE (1 GVA)

| GVA TB-3001

I GVA TM 3000

| GVA TR- 1200

(1990) Cuidelines for Sloped @ azing

(1997) d azing Cuidelines for Seal ed
Insulating Gass Units

(1983) Commercial Insulating dass
D nensi onal Tol erances

NATI ONAL FENESTRATI ON RATI NG COUNCI L ( NFRC)

NFRC 100

NFRC 200

(2004) Procedure for Determ ning
Fenestrati on Product U Factors

(2004) Procedure for Determ ning
Fenestrati on Product Solar Heat Gain
Coefficient and Visible Transm ttance at
Nor mal | nci dence

NATI ONAL FI RE PROTECTI ON ASSCC!I ATI ON ( NFPA)

NFPA 252

NFPA 257

NFPA 80

u S

Energy Star

u. S

CID A-A-378

u. S

LEED

u. S

16 CFR 1201

(2008) Standard Methods of Fire Tests of
Door Assenblies

(2007) Standard on Fire Test for W ndow
and d ass Bl ock Assenblies

(2010; Am 10-1) Standard for Fire Doors
and Ot her QOpening Protectives

ENVI RONMVENTAL PROTECTI ON AGENCY ( EPA)

(1992; R 2006) Energy Star Energy
Ef fici ency Labeling System

GENERAL SERVI CES ADM NI STRATI ON ( GSA)

(Basic; Notice 1) Putty Linseed O Type,
(for Whod- Sash-d azi ng

GREEN BUI LDI NG COUNCI L ( USGBC)
(2002; R 2005) Leadership in Energy and
Envi ronmental Design(tm G een Building
Rating System for New Construction
(LEED- NC)

NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)

Safety Standard for Architectural d azing
Materi al s

UNDERWRI TERS LABORATORI ES (UL)

UL 752

(2005; R 2005 thru 2006) Standard for
Bul | et - Resi sting Equi pnent

SECTION 08 81 00 Page 6



UL MEAPD (2003) Mechani cal Equi prent and Associ at ed
Products Directory

1.2 SUBM TTALS

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submttals
required for the project. Submittals should be kept
to the mininmumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G" if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO' for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Army projects.

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

CGovernment approval is required for submttals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. When used, a designation follow ng the
"G' designation identifies the office that will review the subnmittal for
the Government.] The follow ng shall be submitted in accordance with
Section 01 33 00 SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
Installation
Dr awi ngs showi ng conpl ete details of the proposed setting
nmet hods, mullion details, edge bl ocking, size of openings, frane
details, materials, and types and thickness of gl ass.

[ Control Tower Insulating d ass]

[ Control Tower Lam nated d ass]
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[

Drawi ngs showi ng conpl ete details of the proposed setting
nmet hods, mullion details, edge bl ocking, size of openings, frane
details, materials, and types and thickness of gl ass.
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NOTE: Regarding the use of SD 03 Product Data and
SD-07 Certificates, only use one of these on
conmplicated and | arge products. It is preferred to
use SD-03 Product Data. |If control tower glazing
data is only available by certificates, use SD 07
Certificates.

EE R R R S I R I R I R I O I R R R I R S R R I R R R R R S R R R

SD- 03 Product Data
I nsul ating @ ass

Docunentation for Energy Star qualifications
Pl astic d azing
d azing Accessories

Manuf acturer's descriptive product data, handling and storage
reconmendati ons, installation instructions, and cleaning
i nstructions.

Local / Regi onal WMaterials; (LEED)

Docunent ati on i ndi cating distance between nanufacturing facility
and the project site. Indicate distance of raw material origin
fromthe project site. Indicate relative dollar val ue of
| ocal /regional materials to total dollar value of products
i ncluded in project.]

Envi ronnmental Dat a]]
SD- 04 Sanpl es

I nsul ating @ ass

Pl astic Sheet

d azi ng Compound

d azi ng Tape

Seal ant

Two 203 x 254 nm 8 x 10 inch sanples of each of the foll ow ng
tinted glass, patterned gl ass, heat-absorbing glass, [ ] and

i nsul ating glass units.

Three sanples of each indicated naterial. Sanples of plastic
sheets shall be minimum 125 by 175 mm 5 by 7 inches.

SD-07 Certificates

I nsul ati ng A ass
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Pl astic d azing

Certificates stating that the glass neets the specified
requi renents. Labels or manufacturers marking affixed to the
glass will be accepted in lieu of certificates

[ Control Tower Insulating d ass]
[ Control Tower Lami nated d ass]
d azing Accessories

Certificates fromthe manufacturer attesting that the units neet
the |l um nous and sol ar radi ant transm ssion requirenents for heat
absor bi ng gl ass. ]

SD- 08 Manufacturer's Instructions
Setting and sealing materials
d ass setting

Submit glass nmanufacturer's recomendati ons for setting and
sealing materials and for installation of each type of gl azing
material specified.[ |Include cleaning instructions for plastic
sheet s. ]

SD- 11 Cl oseout Submittals
Local / Regi onal WMaterials; LEED

LEED (tm docunmentation relative to local/regional materials
credit in accordance with LEED Reference Guide. Include in LEED
Docunent ati on Not ebook

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

NOTE: Use the follow ng paragraph on Army projects.
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[1.3 SYSTEM DESCRI PTI ON

d azing systens shall be fabricated and installed watertight and airtight
to withstand thermal novenent and wi nd | oadi ng wi t hout gl ass breakage,
gasket failure, deterioration of glazing accessories, and defects in the
work. G azed panels shall conply with the safety standards, as indicated
in accordance with ANSI 7Z97.1. d azed panels shall conply with indicated
wi nd/ snow | oadi ng in accordance with ASTM E 1300.

11.4 DELI VERY, STORAGE, AND HANDLI NG
Del i ver products to the site in unopened containers, |abeled plainly with
manuf acturers' nanmes and brands. Store glass and setting materials in
safe, enclosed dry |ocations and do not unpack until needed for
installation. Handle and install naterials in a manner that wll protect
t hem fr om damage.

1.5 ENVI RONMVENTAL REQUI REMENTS

Do not start glazing work until the outdoor tenperature is above 4 degrees C
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40 degrees F and rising, unless procedures recommended by the gl ass
manuf act urer and approved by the Contracting Oficer are nade to warmthe
gl ass and rabbet surfaces. Provide ventilation to prevent condensation of
nmoi sture on glazing work during installation. Do not performglazing work
during danp or rainy weather

6 SUSTAI NABLE DESI GN REQUI REMENTS

6.1 Local / Regi onal Materials

EE R R R S I R R I R I R S R R R R O S R R R I R I R R S R R R R R O

NOTE: Using local materials can help mninze
transportation inpacts, including fossil fuel
consunption, air pollution, and labor. Using

mat eri al s harvested and manufactured within a 500
mle radius fromthe project site contributes to the
following LEED credit: MR5. Coordinate with Section
01 33 29 LEED(tn) DOCUMENTATION. Use second option
if Contractor is choosing local products in
accordance with Section 01 33 29 LEED(tm
DOCUMENTATI ON.  First option shall not be used for
USACE projects. Arny projects shall include second
option only if pursuing this LEED credit.

EE R R R S R I R I R R R R R R R R S I R R I R I R R R S R R R R

[Use materials or products extracted, harvested, or recovered, as well as
manuf actured, within a [500][__ ] mle [800]]__ ] kilonmeter radius from
the project site, if available froma mninmumof three sources.][ See
Section 01 33 29 LEED(tn) DOCUMENTATI ON for cunul ative total local nmateria
requirenents. dazing naterials may be locally avail able.]

.6.2 Envi ronnent al Dat a

LR R R R R R R R R R R EREEEEREEEREEEEEEEREEEEREEEEEEREEEEEEEEEEEEEEEEEEEEEEEEEEE]

NOTE: ASTM E 2129 provides for detail ed
docunent ati on of the sustainability aspects of
products used in the project. This |level of detai
may be useful to the Contractor, Governmnent,
bui | di ng occupants, or the public in assessing the
sustainability of these products.

R R R I R I I R R I R I R I R R I R I R R I R R R R I R R R O O

[Submit Table 1 of ASTM E 2129 for the followi ng products: |

7 WARRANTY
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NOTE: The warranty clauses in this guide

speci fication have been approved by a Level |
Contracting O ficer, and nay be used wi thout further
approval or request for waiver.

IR E R R E R RS EEEEEREEEEEEEEEREEREREEEREEEEEEREEEEEEEREEEEEEEEEEEEEEREEEEEEREEEEE SRS
EE R R R S I R I R I R I R S R R R R O S R R I R R R R R S R R R O

NOTE: Del ete inapplicable paragraph[s].

Rk Rk kR IR R R Sk O kb S O I AR R R R Rk O ok O O R IR I bk S A R
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1.7.1 Varranty for Insulating dass Units
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NOTE: For Air Force installations, select 10 years
for the guarantee period for control tower units.

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

Warranty insulating glass units agai nst devel opment of material obstruction
to vision (such as dust, fogging, or filmformation on the inner glass
surfaces) caused by failure of the hernetic seal, other than through gl ass
breakage, for a 10-year period foll owi ng acceptance of the work. Provide
new units for any units failing to conply with terns of this warranty
within 45 working days after receipt of notice fromthe Government. [For
control tower units, the warranty period shall be [10]]
warranty shall be signed by the manufacturer.]

1.7.2 Warranty for Pol ycarbonate Sheet
For a 5-year period follow ng acceptance of the work:
a. Warranty Type |, Cass A (UV stabilized) sheets agai nst breakage;

b. Warranty Type Ill (coated, nar-resistant) sheets agai nst breakage
and agai nst coating del ami nation

c. Warranty Type |1V (coated sheet) agai nst breakage and agai nst
yel | owi ng;

d. Warranty extruded pol ycarbonate profil e sheet agai nst breakage.

For a 10-year period foll owi ng acceptance of the work, warranty Type |V
agai nst yellowi ng and | oss of |ight transm ssion.

[1.7.3 Monol ithic Reflective d ass

Manuf acturer shall warrant the nonolithic reflective glass to be free of
peeling or deteriorating of coating for a period of 10 years after Date of
Substantial Conpletion. Warranty shall be signed by manufacturer.

1[1.7.4 Monol i thi ¢ Opaci fied Spandre

Manuf acturer shall warrant the opacifier filmon the spandrel to be free of
peeling for a period of five years after Date of Substantial Conpletion.
Warranty shall be signed by manufacturer.

] PART 2 PRODUCTS

2.1 GLASS

Rk bk bk R IR R R Sk O O e S R S AR Rk R R Rk I ok O kI R R I O b I R

NOTE: d azed openi ngs subject to accidental human

i npact shall be glazed with safety glazing materia
in accordance with Consuner Products Safety

Commi ssion (CPSC) Standard, 16 CFR Part 1201, Safety
Standard for Architectural d azing Mterials.

Consult applicable building codes for detai
requirenents

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS
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ASTM C 1036, unless specified otherwise. In doors and sidelights, provide
safety glazing material conforming to 16 CFR 1201

2.1.1 Cl ear d ass

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

NOTE: d ass areas and thicknesses are based on 1.20
ki | opascal s 25 pounds per square foot (psf) design
wi nd | oad and vertical glazing with anneal ed gl ass.
For other glass and for wind | oads greater than 1.20
kPa 25 psf, thickness will depend upon aspect ratio
(length divided by width), area, and design w nd

| oad. The thickness and area linitations for each
type of glass nust be indicated or specified. Do
not specify glass less than 3.0 mm 1/8 inch

Met hod of Determination for Mninum @ ass Thi ckness

Refer to UFC 4-010-01 "DoD M ni mum Antiterrorism
Standards for Buildings", ASTM E 1300, ASTM F 1642
and ASTM F 2248.

1. Determne peak gust w nd speed and correspondi ng
design wi nd | oads, considering |ocation, height,
shape, and orientation, in accordance with ASCE 7
"M ni mum Desi gn Loads for Buildings and O her
Structures", latest edition

2. Determne aspect ratio, area, and type of gl ass
for each opening to be gl azed.

3. Select thickness required from gl ass
manuf acturer's chart for each type of gl ass.

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS
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NOTE: Use the followi ng data on Armmy projects

a. Category | Products: Doors and glazed panels
that contain single piece of glazing material no
greater than 0.84 n2 9 ft2 in area. The product
nmust be capabl e of wi thstanding 203 Nm 150 f oot
pound inpact |oad test.

b. Category Il Products: Doors and gl azed panels
that contain any single piece of glazing nateri al
greater than 0.84 n2 9 ft2 in area. The product
nmust be capabl e of w thstanding a 542 Nm

400- f oot - pound i npact | oad test. Category |
products may be used in both Category | and Category
Il situations.

c. Doors: 16 CFR 1201 applies to all types of
interior doors and exterior doors, including storm
doors and conbi nati on doors. FIRE/ SAFETY RATED
GLASS: |Is not required for openings in doors
through which a 76 mm (3 inch) dianeter sphere is
unable to pass. Gazing for fire doors shall be in
accordance with NFPA 80, even though this nmay be at
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variance with requirenents of 16 CFR 1201.

d. G azed Panels: 16 CFR 1201 no longer applies to
exterior and interior glazed panels. FlIRE SAFETY
RATED GLASS: d azed panels shall conformto ANS
Z97.1, SAFETY PERFORVANCE SPECI FI CATI ON AND METHODS
OF TEST FOR SAFETY GLAZI NG MATERI ALS USED | N

BU LDI NGS. Since glazed panels may be hazardous,

saf ety gl azing should be generally provided as
descri bed bel ow

FI RE/ SAFETY RATED GLASS

(1) dazed panels of any size located adjacent to a
doorway, with the nearest vertical edge of pane
within 1219 mm (48 inches) of doorway, and with
bott om edge of panel below top of door. Safety
glazing is not required for panels separated from
the doorway by an intervening interior permanent
wal | .

(2) dazed panels with a surface area greater than
0.84 n2 (9 ft2) where there is a wal king surface on
ei ther side of panel, and the wal king surface is
within 914 nmm (36 inches) of the panel. Safety
glazing is not required if the | owest edge of the
glazing material is 457 mm (18 inches) or nore above
bot h wal ki ng surfaces, or if the panels have a

hori zontal nenber, such as a mullion or pernmanent
railing not less than 38 nm (1-1/2 inches) in wdth,
capabl e of withstanding a horizontal |oad of 75 kg/ m
(50 plf), on the accessible sides of the glazing and
| ocat ed between 609 nm and 914 nm (24 and 36 i nches)
above the wal ki ng surface.

(3) Were insulating glass units are used in
| ocations requiring safety glazing, both panes shal
be safety gl ass.

(4) For exterior applications, safety glazing nust
al so neet the wind and snow | oad requirenments in
accordance with ASTM E 1300.

(5) In general, any glazed area subject to hunman
i npact should be provided with safety glazing or
ot her acceptable protective devices such as
handrails or horizontal nullions.

ASTM C 1036 covers the quality requirenments for

cl ear anneal ed gl ass, transparent tinted

heat - absor bi ng and 1i ght-reduci ng gl ass, patterned
and wired glass with a series of classification
desi gnations such as Types, C asses, Styles, Forns,
Qualities, Finishes, and Intended Uses, as defined
bel ow.

1. Type designations are: Type 1 - Transparent
Flat dass; Type Il - Patterned and Wred d ass
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2. Cass designations are: dass 1-clear; dass
2-tinted Heat- Absorbing and Light-Reduci ng; C ass
3-tinted, |ight-reducing.

3. Style designations are: Style A - Higher |ight
transmttance; Style B - Lower light transmttance

4. Formdesignations are: Form1l - Wred polished
both sides; Form2 - Patterned and wired, Form3 -
Pat t er ned.

5. Quality designations including intended uses for
ASTM C 1036 transparent flat glass are:

a) Qality g1 - Mrror Select Quality: Coated for
premummrrors.

c) Quality g3 - dazing Select: For architectura
fenestrations or other applications where distant
objects are viewed through the glass by the observer

d) Quality g4 - Intended for greenhouses or other
applications where restrictions on aesthetic
conditions are not required.

e) Quality g5 - Intended for general glazing
applications that have | esser aesthetic demands than
g3 or g4 quality grade

f) Quality g6 - Intended for greenhouses or other
applications where restrictions on aesthetic
conditions are not required.

6. Quality designations and intended uses for
Patterned and Wred Flat d asses

a) Quality q7 - Decorative: For use where design
and aesthetic characteristics are mgjor
consi derati ons.

b) «Quality g8 - dazing: For general glazing where
functional or aesthetic characteristics are a

consi deration and where surface bl eni shes are not a
maj or concern.

c) Wred dass: For skylights and general gl azing
where fire retardation or glass retention in a frame
are a consideration.

EE R R R kR S I R R R I I O R R R R O S R R R I R I R I O R I R I

ER R IR I I 2 R R R R R I I I R R R R I I I R R R R I R R R R I I I R R R I I I O I I I R R R S I I I I
NOTE: It is critical that skylights be
mai nt ai nabl e.  Desi gner nust include skylight access

devices as a part of the design package where

skylights are large or at great heights above fl oor
EE SRR I Sk S I I S I S I O R R R Rk I S Sk S I I R R Ik S S I S R Sk I S O

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

NOTE: Use the follow ng bracketed statenent for Arny
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2.

projects only.
EE IR I Sk S S I S S I I S R R R Rk I I S Sk S Ik I kS R R I Rk S S I kS I S I S

[For interior glazing (i.e., pass and observation wi ndows), 6 mr 1/4 inch
thick glass should be used.]

Type I, CGass 1 (clear), Quality [g4 (A] [g5 (B)]. Provide for glazing
openi ngs not indicated or specified otherwise. Use double-strength sheet
glass or 3 mr 1/8 inch float glass for openings up to and including 1.39
square neters 15 square feet, 4.5 mr 3/16 inch for glazing openings over
1.39 square neters 15 square feet but not over 2.79 square neters 30 square
feet, and 6 mm 1/4 inch for gl azing openings over 2.79 square neters 30
square feet but not over 4.18 square neters 45 square feet.

1.2 Anneal ed d ass

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: Anneal ed glass is used for general glazing

where clear or tinted glass is required. d ass

t hi ckness shall be shown on draw ngs. Under sone

heavy thermal conditions, tinted glass may require
heat strengthening for thernmal endurance.

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

Anneal ed gl ass shall be Type | transparent flat type, Cass 1 - [clear]
[tinted], Quality g3 - glazing select, [__ ] percent light transmttance,
[ ] percent shading coefficient, conform ng to ASTM C 1036. Col or
shall be [[gray] [bronze] [___ 11.

1.3 Heat - Absor bi ng d ass

Rk Ik Sk kR IR R R I O O e S S R Rk Rk S R Rk Ok kS I O I b R R Rk

NOTE: For Use On Arny Projects Only:

Heat - absor bi ng and |ight-absorbing gl ass may be used
in accordance with Tl 800-01, DESI GN CRI TERI A
Tinted (light-reducing) glass nmay be used where
glare is a problemand a reduction of visible |ight
transmission is desired. Visible light
transmttance will vary from15 to 85 percent,
dependi ng on col or density and thickness. Color
density is a function of thickness and increases as
the thickness increases; visible light transmttance
wi Il decrease as thickness increases. ASTM C 1036
separ at es Heat - Absorbing and Tinted (Iight-reducing)
gl asses into categories, Hi gher light transmttance,
and Lower light transmttance, which is based on the
maxi mum sol ar energy transnittance by gl ass

t hi ckness.

Refer to ASTM C 1036 for evaluation quality

requi renents and gl ass nmanufacturer's data for col or
selection, light transmttance and shadi ng
coefficient. \Wien specifying performance and col or
t he avail abl e ranges of perfornance and col ors
shoul d be specified for glazing units to all ow
several manufacturers to bid. Wen matching

exi sting glass, provide existing manufacturer's
nane, col or and acceptabl e range for shading factor
light transnmittance, indoor and outdoor reflectance.
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Heat - absorbi ng and light-reducing glass is affected
by thermal stresses which can result in breakage.
Care should be taken to make sure that the gl ass
units will not be thermally overburdened. d ass
that will be thermally overburdened shoul d be

Heat - Strengt hened or, if safety glazing is required,
Ful ly Tenpered to resist thermal breakage. Refer to
ASTM C 1048 for quality evaluation and refer to
manuf acturer's data for performance and col or

sel ecti on.

Factors which increase the risk of breakage include
buil ding orientation, unusual shapes of lites, large
lites, indoor shading devices, heating registers,
and outdoor shading by trees, structure or exterior
shadi ng devi ces.

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

Rk Ik Sk kR IR R R Ik O R R Rk Rk S R R R O O kS I O I S

NOTE: NOTE for Navy Projects: Consult
manufacturer's literature for colors, thicknesses,
and transm ttance val ues available. Coordinate with
safety gl azing requirenents and paragraph entitled
"Tenpered G ass."

Rk Rk kIR Rk S S O e S S S AR Rk R O R Rk Ik kS I O R SRR o

Type |, Cass 2 (heat absorbing and light reducing), Quality [g3 (select)]
[g4 (AT, [ ___ ] mv inch thick, [blue][green] in color, [__ ] percent
light transmttance, [ | ] percent shading coefficient, confornmng to
ASTM C 1036. Col or shall be [[gray] [bronze] [ ]1 for 6 mr 1/4 inch

t hi ckness.

.1.4 Wred d ass

EE R R R S I R R R I R I O R R R S R I R S R R I R R R R R R R O

NOTE: Wred glass is no longer produced in the
United States. On 17 March 1992 (effective for a
five year period) OSD deternined that the Buy
Anerica Act does not apply to the procurenent of

wi red glass and added the product to the list of
excepted materials under FAR 25.108(d)(1).
Accordingly, wired glass furnished in conpliance
with Section 08 81 00 GLAZI NG does not violate the
Buy Anerica Act.

Types of wired gl ass avail able are poli shed,
patterned, and tinted/heat-absorbing wired gl ass.
Wred glass cannot be tenpered. Wred G ass does
not meet the requirenents of 16 CFR 1201 and cannot
be used as safety glazing materials in situations
governed by that regulation.

Typically 6 mm (1/4 inch) thick wired glass is used
for fire-rated wi ndows and doors where required by
buil di ng codes and other fire-protection criteria.
Only wired glass in Mesh 1 - Dianond and Mesh 2 -
Square are acceptable for fire rated door and w ndow
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openings. Mesh 3 - Parallel is not acceptable for
fire rated openings.

Wred glass, because of the wire nesh and edge
damage fromcutting, is very susceptible to thernmal
breakage. Heat absorbing wired glass increases the
tendency for breakage. Wred glass is al so
susceptible to edge breakage from water penetrating
the capillary in which the wires reside. The

gl azing system should insure that the edges are kept
dry by sealing the edges with silicone.

EE R R R S I R I R I R I O I R R R I R S R R I R R R R R S R R R

G ass for fire-rated wi ndows shall be UL |isted and shall be rated for
[45] [20] m nutes when tested in accordance with ASTM E 2010. Wred gl ass
shall be Type Il flat type, Class [1 - translucent] [2 - tinted,
heat - absorbing] [3 - tinted, light-reducing], Quality [q7 - decorative] [q8
- glazing], Form[1l - wired and polished both sides] [2 - patterned and
wired, [__ ] percent light transmttance, | ] percent shading
coefficient, conform ng to ASTM C 1036. Wre mesh shall be polished
stainless steel Mesh [1 - dianmond] [2 - square] [3 - parallel]. Wred
glass for fire-rated wi ndows shall bear an identifying UL | abel or the
| abel of a nationally recognized testing agency, and shall be rated for
[20] [45] m nutes when tested in accordance with NFPA 257. Wred glass for
fire-rated doors shall be tested as part of a door assenbly in accordance
W th NFPA 252.

.1.5 Patterned d ass

EE R R R S I R I R I I R R S R R R R R R S R R I R I R R R R S R R R

NOTE: Patterned glass is nornally provided for

wi ndows of toilet roons, vertical sliding sash in
post offices borrowed light sash at entrances, etc.
Patterned glass is available in various thicknesses,
with a pattern enbossed on one or both sides. This
glass is frequently called "figured", "obscure", or
"decorative" glass. The degree of diffusion
achieved is a function of the pattern and whet her
the pattern is on one or both sides. Sone patterned
gl ass cannot be heat-strengthened or tenpered
because of the pattern depth. Pattern glass does
not offer conplete obscurity and nust be used with
caution in very private areas such as toilets. The
appropriate pattern designation should be sel ected
fromASTM C 1036. If a nore specific pattern
designation is desired, a nmanufacturer's nane and
pattern may be specified. Wen specific

manuf acturer's names and patterns are specified, the
desi gner should add the following note to the spec:
"Manuf acturer's name and patterns indicated are for
identification purposes only; the listing is not
intended to limt selection of simlar patterns from
ot her manufacturers." Refer to GANA GLAZI NG MANUAL,
and gl ass manufacturer's performance tables for
proper evaluation of patterned glass thickness and
size of opening to be glazed. Patterned glass 3 nmr
1/8 inch thick should not be | arger than 2.15 square
nmeters 6 square feet.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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2.

Type |11, Cass 1 (translucent), Form3 (patterned), Quality q7
(decorative), Finish [f1l (patterned one side)] [f2 (patterned two sides)],
Pattern [pl (linear)] [p2 (geonetric)] [p3 (random] [p4 (special)],
[r____ ] percent light transmttance, [__ ] percent shading coefficient.]
[3] [6] nr [1/8] [7/32] inch thick. [Provide |

1.6 Lanm nated d ass

IR R R R E R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREREEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: For Antiterrorismforce protection (ATFP)
criteria, refer to UFC 4-010-01 "DoD M ni mum
Antiterrorism Standards for Buildings." Lam nated
anneal ed flat glass shall be provided at exterior
wi ndow and door gl azing. Wen force protection
m ni mum neasures are required, use the first
bracketed option bel ow.

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

[ASTM C 1172, Kind LA fabricated fromtwo nomnal [3][__] mm[1/8][__] inch
pi eces of Type I, Cass 1, Quality g3, flat anneal ed transparent glass
conformng to ASTM C 1036. Flat glass shall be |am nated together with a
m ni mum of 0.75 mm 0. 030 inch thick, clear polyvinyl butyral interlayer.
The total thickness shall be nominally 6] ] mrl/4[ ] inch.] [Fabricated
fromtwo pieces of Type I, Cass 1, Quality g3 glass | ani nated together
with a clear [__ ] [0.38] mr [0.015] inch thick polyvinyl butyral
interlayer or alternatives such as resin |am nates, conformng to
requirenents of 16 CFR 1201 and ASTM C 1172. Color shall be [[clear]

[gray] [bronze] [__ 1] . The total thickness shall be nomnally [
nr inch. [Provide [ 1.11

1.7 Bul | et - Resi sting d ass

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Bullet-resisting glazing material is
available in four power ratings to resist scattered
shots from (1) medium power small arnms (MSA); (2)

hi gh- power small arnms (HSA); (3) super-power small
arms (SSA); and (4) high-power rifles (HR).

Bul l et-resisting glass is available in thicknesses of
30.2, 38.1, 44.5, and 50.8 mm 1 3/16, 1 1/2, 1 3/4,
and 2 inches to neet those power ratings.

EE R R R I R S I R R I I O R R R R O S R R R R R R I I O R R I

Fabricated from Type I, Cass 1, Quality g3 glass with polyvinyl butyral
plastic interlayers between the |layers of glass and |isted by U. MEAPD as
bullet resisting, with a power rating of [Medium-Snmall Arns] [H gh--Snall
Arms] [Super--Small Arnms] [High--Rifle] in accordance with UL 752. Provide
[ ] [where indicated].

[2.1.8 Mrrors

EE R R R S I R I R R I R S R I R R R S R I R I R R R R R S R R R O

NOTE: For Arny projects only. Navy projects will
specify mirrors in Division 10, Specialties. Select
the frames (J-Mdld channels) or clips to secure
mrror to wall. Mastic is required with each type
of installation. Mrror sizes will be shown on the
drawi ngs. Coordinate with Section 05 50 13
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M SCELLANEQUS METAL FABRI CATI ONS, section 05 51 00
METAL STAIRS or section 05 51 33 METAL LADDERS and
Section 10 28 13 TO LET ACCESSORI ES to ensure that
frames are specified for these mrrors.

One-way vi sion glass should be used for psychiatric
and security observation wi ndows. Where safety
glazing is required, specify either |am nated gl ass
or tempered gl ass.

IR R R R E R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREREEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

2.1.8.1 dass Mrrors

G ass for mrrors shall be Type | transparent flat type, Cass 1-clear,

G azing Quality g1 6 mm (1/4 inch) 1/4 inch thick conform ng to ASTM C 1036.
d ass shall be coated on one surface with silver coating, copper protective
coating, and mrror backing paint. Silver coating shall be highly adhesive
pure silver coating of a thickness which shall provide reflectivity of 83
percent or nore of incident |ight when viewed through 6 nm (1/4 inch)1/4
inch thick glass, and shall be free of pinholes or other defects. Copper
protective coating shall be pure bright reflective copper, honogeneous

wi t hout sl udge, pinholes or other defects, and shall be of proper thickness
to prevent "adhesion pull"” by mrror backing paint. Mrror backing paint
shal | consist of two coats of special scratch and abrasion-resistant paint |,
and shall be baked in uniformthickness to provide a protection for silver
and copper coatings which will permt normal cutting and edge fabrication.

1]2.1.9 One-Way Vision dass (Transparent Mrrors)

Type |, Cass 1, Quality g1, 6 mm 1/4 inch thick, coated on one face with a
hard, adherent film of chromi umor other approved coating of equa
durability. dass shall transnmit not less than 5 percent or nore than 11
percent of total incident visible light and shall reflect fromthe front
surface of the coating not |ess than 45 percent of the total incident
visible light. [Provide [__ 1.1

2.1.10 Tenpered d ass

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: Tenpered glass is the preferred material for
areas requiring safety glazing materials. Lam nated
gl ass, organic-coated glass, wire glass, and plastic
sheet are pernmitted if they conformto the

requi renents of the CPSC 16 CFR Part 1201.

Rk Rk Rk R R IR R R Sk O O e S O R AR Rk R Rk O kO I R IR R I b I Rk I o

ASTM C 1048, Kind FT (fully tenpered), Condition A (uncoated), Type |

Class [1 (transparent)] [2 (tinted heat absorbing)], Quality q3, [__ ] m
inch thick, [__ ] percent light transmttance, | ] percent shading
coefficient conformng to ASTM C 1048 and GANA St andards Manual . Col or
shall be [[clear] [bronze] [gray] [___ 11. [Provide [__ 11 [and
wherever safety glazing material is indicated or specified].

2.1.11 Heat - St rengt hened d ass
ASTM C 1048, Kind HS (heat strengthened), Condition A (uncoated), Type |

Class [1 (clear)] [2 (tinted heat absorbing)], Qality g3, [___ ] mr inch
thick. [Provide [___ 1.1
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2.1.12 Spandrel dd ass
2.1.12.1 Ceram c- Qpaci fi ed Spandrel d ass

Ceram c-opaci fi ed spandrel glass shall be Kind HS heat-strengt hened
transparent flat type, Condition B, coated with a colored ceramc materi al

on No. 2 surface, Quality gq3 - glazing select, [__ ] mm [ ] inch
thick, conformng to ASTM C 1048. d ass performance shall be
K-Value/Wnter Nighttime [__ ], RValue/Wnter Nighttime [__ ], shading

coefficient | ]. Color shall be |

2.1.12.2 Fil m Opacified Spandrel dd ass

Fil mopacifi ed spandrel glass shall be Kind HS heat-strengthened
transparent flat type, Quality g3 - glazing select, Condition C glass with
a polyester or polyethylene film0.025 mto 0.127 nr 2 mils to 5 mls
thick attached to No. 2 surface of a sputtered solar-reflective film
conform ng to ASTM C 1048. Fil mopacification shall be conpatible to and
specifically devel oped for application to solar reflective filnms. d ass
performance shall be K-Value/Wnter Nighttine [ ], R-Value/Wnter
Nighttinme [ ], shading coefficient [__ ]. Color shall be [ ].

2.1.12.3 Spandrel d ass Wth Adhered Backi ng

EZE IR R R S I R R I I O R R R Ok S R R I R R R I O R O O

NOTE: Spandrel glass with adhered backing is

requi red wherever glass spandrels are | ocated above
si dewal ks, pedestrian or vehicul ar ranps, paved

pl azas, entrances not covered by a protective
canopy, and other |ocations where glass could fall
onto an area used by the public.

Rk Ik Sk kR IR R R I O O e S S R Rk Rk S R Rk Ok kS I O I b R R Rk

ASTM C 1048, Kind HS or FT, Condition B (cerami c coated), Type |, Quality
a5, [ ] mv inch thick and shall pass the fallout resistance test
specified in ASTM C 1048. [Provide [__ 1.1

2.1.13 Fire/ Safety Rated d ass

Fire/safety rated glass shall be |am nated Type | transparent flat type,
Class 1-clear. dass shall have a [20] [45] [60] [___ ] mnute rating
when tested in accordance with ASTM E 119. d ass shall be permanently

| abel ed with appropriate markings.

2.1.14 Ti nted (Light-Reducing) d ass

R R R I R I I R R I R R R R R I R I R R I R R R R R I R O O O

NOTE: Reference to Section 09 06 90, "Col or
Schedul e" is intended for use on Arny projects only.

IR R R R R R R R R R R R R R R R R R E R R EE R R EEREEREEEREREEEREEEREEEEEEEREREEEREEREEEEREEREEE SRS

Tinted (light-reducing) glass shall be Type |I transparent flat type, C ass

3-tinted, Quality g3 - glazing select, [__ ] percent light transmttance,
[ ] percent shading coefficient, confornming to ASTM C 1036. [ Col or
shall be [[gray] [bronze] [___ 11 [as shown in Section 09 06 90 COLCOR
SCHEDULE] . ]
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2.2 I NSULATI NG GLASS UNI TS

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: \Where safety glazing is required, both lights
of insulating units nust be safety glass, and each

light nmust have a pernmanent | abel
EIR R R I I I R R R R I I I R R R R I I R R R R I I R R R O I I I R R R R I I I O

Rk Rk kR R Rk O kR R SR S R Rk S Sk O o O R R O I R I R R

NOTE: W ndow properties are critical to energy
performance and vi sual satisfaction. Specify low U
value (rate of heat transfer) to reduce w nter heat
| oss and summer heat gain. Wndows on the west and
east sides experience naxi mum sol ar gain in sunmer
and should have a | ow SHGC (how much heat the

buil ding gains fromthe sun). Low SHGC is achieved
with selective glass, tinted glass, or reflective
coating. Specify selective glass for clear
appearance or when high visible transmittance is
required for daylighting goals. In the Northern
Hem sphere, south side glass may be protected from
sunmer sun by an overhang and have a high SHGC if

wi nter heat is useful. Specify a |ow SHGC for
south-side glass if the building is doninated by
internal heat gain and solar heat is unwel cone even
inwinter. North side receives very little sun and
requires no special treatnent.

In southern states, wi ndows shall have a U factor of
0.75 Btu/square foot x hr x degree F or |lower and a
SHGC of 0.40 or lower; in the nmddle states, w ndows
shall have a U factor of 0.40 Btu/square foot x hr x
degree F or lower and SHGC of 0.55 or lower; and in
northern states, w ndows shall have a U factor of
0.35 Btu/square foot x hr x degree F or lower wth
any SHGC. Consider glazing with aerogel insulation
bet ween 2 panels of glass, producing the highest
visual transmittance with the highest insulation

val ues currently avail abl e.

Installing energy efficient windows contributes to
the following LEED credits: EA Prerequisite 2; EAL.

EE IR IR R I I R R I I O R R R I R R Sk S R Sk I R I Rk I R R S

Rk Sk Sk R R R R S I kSRR S b Sk Sk S R R O kR R

NOTE: STC |l evels higher than 35 may require costly
design nodifications and special glazing. STC
addresses construction subject to interior sound
frequenci es and does not include all typical outdoor
frequenci es; CQutside-Inside Transm ssion C ass

(A TC) was devel oped to eval uate an expanded
sound-frequency range generally considered to be
nore reflective of exterior noise conditions inposed
on the building envel ope such as road, rail, and

airplane traffic.
EE IR I Sk S S I S I S S S R Sk kR Sk I S Ik kI S S kR Sk I

Two panes of gl ass separated by [a dehydrated [1/2 inchl3 mr airspace,
filled with argon][3/8 inchl0 mr airspace, filled with krypton] gas,]]|
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2.

[16]1[32][ ] m{0.63][1.26][ ] inches of aerogel] and hernetically
seal ed. d azed systens (including franes) shall be Energy Star | abel ed
products as appropriate to clinmate zone and as applicable to wi ndow type

wi th a whol e-wi ndow Sol ar Heat Gain Coefficient (SHGC) maximumof [ ]
det erm ned according to NFRC 200 procedures. d azed panels and curtain
wal | s shall have a U-factor maxinumof [__ ] Btu per square foot x hr x

degree FWper square mx K in accordance with NFRC 100. d azing shall neet
or exceed a lumnous efficacy of 1.0. d azed panels shall be rated for not
less than [26] [30] [35] [___ ] Sound Transm ssion C ass (STC) when tested
for |aboratory sound transm ssion |oss according to ASTM E 90 and

determ ned by ASTM E 413. Di nensi onal tol erances shall be as specified in
| GVA TR-1200. The units shall nmeet CBA G ade requirenent when tested in
accordance with ASTM E 773 and ASTM E 774, Cass A Spacer shall be bl ack
roll-formed, [thin-gauge, C-section steel] [steel-reinforced butyl rubber]
[thermal |y broken al um num [pol yurethane and silicon foans], with bent or
tightly wel ded or keyed and sealed joints to conpletely seal the spacer
peri phery and elim nate noisture and hydrocarbon vapor transm ssion into
airspace through the corners. Primary seal shall be conpressed

pol yi sobutyl ene and the secondary seal shall be a specially fornul ated
silicone

Two panes of gl ass separated by a dehydrated airspace and hernetically

seal ed. Dinmensional tolerances shall be as specified in | GVA TR-1200. The
units shall conformto ASTME 773 and ASTM E 774, Cass A. Spacer shall be
roll-fornmed, with bent or tightly wel ded or keyed and sealed joints to
conpletely seal the spacer periphery and elimnate noisture and hydrocarbon
vapor transm ssion into airspace through the corners. Prinmary seal shal

be conpressed pol yi sobutyl ene and the secondary seal shall be a specially
formul ated silicone

2.1 Bui | di ngs

Rk Ik kR IR R R I kO S S R Rk Rk S Rk Ik kS b O I R I R

NOTE: When antiterrorisnmiforce protection

requi renents apply, specify |lam nated anneal ed fl at
glass for interior light. Use the bracketed option
regardi ng ASTM C 1172 in the paragraph bel ow

NOTE: Where safety glazing is required, both lights
of insulating units nust be safety glass, and each
light nmust have a pernmanent | abel

NOTE: U value (rate of heat transfer) and SHGC (how
much heat the building gains from the sun) are
determi ned on a whol e-opening basis (glazing and
frame). Specify U value and SHGC i n the appropriate
exterior opening (w ndow, door, curtain wall)
sections and coordi nate insul ated gl ass description
wi th energy performance requirenents specified in

t hose sections. Include bracketed U val ue and SHCC
requirenents here only if not specified el sewhere as
a whol e-opening rating for frane and gl ass.

Det erm ne appropriate val ues by consulti ng ASHRAE
90. 1.

W ndow properties are critical to energy performance
and vi sual satisfaction. Low SHGC is achieved with
sel ective glass, tinted glass, or reflective
coating. Specify selective glass for clear
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appearance or when high visible transnittance is
required for daylighting goals. In the Northern

Hem sphere, south side glass nmay be protected from
sunmer sun by an overhang and have a high SHGC if

Wi nter heat is useful. Specify a |ow SHGC for
south-side glass if the building is doninated by
internal heat gain and solar heat is unwel come even
inwinter. North side receives very little sun and
requires no special treatnent.

Consider glazing with aerogel insulation between 2
panel s of glass, producing the highest visua
transmttance wth the highest insulation values
currently available. Verify availability and cost
bef ore specifyi ng aerogel

Installing energy efficient windows contributes to
the following LEED credits: EA Prerequisite 2; EAL.

Desi gner nust verify availability and adequate
conmpetition for products energy perfornance
requi renents before specifying and edit as needed.

NOTE: STC |l evels higher than 35 may require costly
design nodifications and special glazing. STC
addresses construction subject to interior sound
frequencies and does not include all typica

out door frequencies; Qutside-Inside Transm ssion
Cass (AOTC was devel oped to eval uate an expanded
sound-frequency range generally considered to be
nore reflective of exterior noise conditions inposed
on the building envel ope such as road, rail, and
airplane traffic.
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Two panes of gl ass separated by a dehydrated airspace[, filled with argon
gas][, filled with krypton gas,][, filled with aerogel] and hernetically
seal ed.

[Insul ated glass units shall have a Sol ar Heat Gain Coefficient (SHGC)
maxi mumof [_ Jand a U-factor nmaximumof [ ] Btu per square foot x
hr x degree F Wper square mx K. ]

[@ azing shall neet or exceed a lumnous efficacy of 1.0.] [ See
section[s][ ] for energy performance requirenments for gl azed systens
(glazing and franes).] |[d azed panels shall be rated for not |ess than
[26] [30] [35] [___ ] Sound Transmi ssion Cass (STC) when tested for

| aboratory sound transmi ssion |oss according to ASTM E 90 and determ ned by
ASTM E 413.]

Di nensi onal tol erances shall be as specified in | GVA TR-1200. The units
shall conformto neet CBA Grade requirenent when tested in accordance with
ASTM E 773 and ASTM E 774, Class A. Spacer shall be black, roll-forned,
[thin-gauge, C-section steel] [steel-reinforced butyl rubber] [thermally
br oken al um num [ pol yurethane and silicon foans], with bent or tightly

wel ded or keyed and sealed joints to conpletely seal the spacer periphery
and elimnate noisture and hydrocarbon vapor transm ssion into airspace
through the corners. Prinmary seal shall be conpressed polyisobutylene and
the secondary seal shall be a specially formulated silicone
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The inner light shall be [ASTM C 1172, cl ear anneal ed flat glass Type |
Class |, Quality q3] [ASTM C 1036, Type |, Cass 1, Qality g4, [___ ] m
inch thick] [ASTM C 1048, Grade B (fully tenpered), Style I (uncoated),
Type |, Cass 1 (transparent), Qality g4, [___ | ] mv inch thick]. The
outer |ight shall be [ASTM C 1036, Type I, Cass [1 (transparent)] [2
(tinted heat absorbing)], [2 (solar-reflective)], Qality g4, [___ ] m
inch thick] [ASTM C 1048, Grade B (fully tenpered), Style | (uncoated),
Type |, Cass [1 (clear)] [2 (tinted heat absorbing)][solar-reflective],
Quality g4, [ ] mr inch thick].

2.2.2 Control Towers

Rk Ik kR IR R R Sk O e S R R AR R Rk Rk O o O Rk S I O O R o A

NOTE: For Air Force installations, do not nodify
these requirenments without approval of Headquarters,
US. Air Force. Were design wind speed is nore than
225 kiloneters 140 miles per hour, delete the first
and use the second bracketed sentence. Coordinate
termof warranty with paragraph entitled "Warranty."

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R
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NOTE: Requirenents for control tower cab w ndows
will be included in the project specification for
Air Force construction. The use of these

requi renents by other agencies should be governed by
agency criteria. Requirenments for control tower cab
wi ndows are for the sizes and details on the current
standard Air Force control tower draw ngs. Any

nodi fication fromAir Force installations will be
made only with the approval of Headquarters, U. S
Air Force. Edit this paragraph to include only the
heat - absorbi ng insul ating glass or the clear

i nsul ati ng gl ass.

Wnd | oad requirenents nmust be deternined by the
designer and the blanks filled in for each project.

If spare units are required for a particul ar project
an "Extra Materials" paragraph nust be devel oped for
PART 1 which identifies the itenms, states
gquantities, and indicates to whom when and where to
be delivered

For overseas work the follow ng subparagraph wll
al so be added:

1. Wen units other than United States manufacturer
are proposed for use, the manufacturer shall prove
successful use of the insulating window units in
aircraft control tower cabs

EE R R R S I R I R R I R S R I R R R S R I R I R R R R R S R R R O

Control tower glass units shall be of sizes required to properly fit

al umi num franes. Tol erances and cl earances for units shall be designed to
prevent the transfer of stress in alumnumfranes to the glass. Resilient
setting bl ocks, spacer strips, clips, bolts, washers, angles, glazing

seal ants, and resilient channels or cenented-on-materials shall be of the
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type recomrended in the glass manufacturer's approved witten instructions.
Edges and corners of units shall not be ground, nipped, cut, or fitted
after leaving the factory.
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NOTE: The insul ated gl ass system should be used for
clarity and insulation, unless structural |oadings
dictate | am nated gl ass be used. Navy/Marine Corps
Air Traffic Control Towers shall normally use

| am nated glass in hurricane prone or high w nd
areas and for |arge panes of glass where it would be
difficult to maintain the 1/2 inch separation evenly
in an insulated glass system Refer to UFC

4-133- 01N for guidance.
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2.2.2.1 Control Tower Insulating d ass

Insulating glass units for air traffic control towers shall neet the w nd
| oad design requirement of [_ ] kPa, [ ] psi, as determined in
accordance with ASCE/ SEI 7-05. Insulating glass shall be Cass A
preassenbl ed units of dual -seal construction consisting of two lites of
gl ass separated by a dark bronze al um num steel, or stainless steel,
spacer with desiccant and dehydrated space conformng to ASTM E 773 and
ASTM E 774. Spacer shall be roll-forned, with bent or tightly welded or
keyed and sealed joints, to conpletely seal the spacer periphery to
el i m nate noi sture and hydrocarbon vapor transm ssion into airspace through
corners. Primary seal shall be conpressed polyi sobutyl ene. Secondary sea
shall be silicone. Insulating glass units shall be fabricated for use at
an elevation of [ ] meters [ ] feet above nean sea | evel and
[ ] meters[ ] feet above grade. Wthin bottom 1/3 of one of the
vertical edges of each unit, the manufacturer shall install an open 305 mr
12 inch long capillary/breather tube for pressure equalization. The
insulating glass units shall be free of parallax or optical distortions.
The manufacturer's identifying |abel shall be permanently affixed to both
exterior surfaces of the glass units. The insulating glass units shall be
a total thickness of 26 nmm (1 inch) 1 inch consisting of two 6 mm (1/4 inch)
1/4 inch thick panels and air space, or a total thickness of 32 mm (1-1/4
inch) 1-1/4 inch consisting of two 10 mm (3/8 inch) 3/8 inch thick panels
and air space, or a total thickness of 38 mm (1-1/2 inch) 1-1/2 inch
consisting of two 13 mMm (1/2 inch) 1/2 inch thick panels and an air space,
as required to neet the wind loads indicated. d ass type shall be as
fol | ows.

.2.2.2 Control Tower Heat-Absorbing |Insulating d ass
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NOTE: Coordi nate with paragraph Heat Absorbi ng

d ass.
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Heat - absorbi ng insul ating gl ass shall consist of two glass panels separated
by an air space and shall conformto ASTM C 1036, Type |, transparent flat

glass, Style A, Quality g3 - glazing select. Interior glass shall be dass
1l-clear and exterior glass shall be Cass 2-tinted green. dd ass
performance shall be mininumVisible Transmittance of [70.8] [__ ]

percent for each panel and K-Value of 3.07 R-Value of 1.85 for the unit.
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2.2.2.3 Control Tower Cear Insulating dass

Clear insulating glass shall consist of two float gl ass panels separated by

an air space and shall conformto ASTM C 1036, Type | transparent fl at

glass, Quality g3-glazing select. |Interior glass and exterior glass shal

be Cass 1-clear. dass performance shall be mninmum Visible Transnittance

of [87.3] [___ ] percent for each panel and K-Value of 3.07 R-Value of 1.85
for each unit.

2.2.2.4 Control Tower Lam nated d ass

Lam nated glass units for air traffic control towers shall neet the w nd

| oad design requirement of [ ] kPa, [ ] psi, as determined in
accordance with ASCE/ SEI 7-05. ASTM C 1172, Kind LA fabricated fromtwo
nom nal 12.5 nm 1/2 inch pieces of Type |, Cass 1, Quality g3, flat
anneal ed transparent glass conformng to ASTM C 1036. Flat gl ass shall be
| am nated together with a mnimumof 0.75 mm 0.030 inch thick, clear

pol yvi nyl butyral interlayer or alternatives such as resin | am nates,
conformng to requirenents of 16 CFR 1201 and ASTM C 1172. The tota

thi ckness shall be nominally 25 nml inch. Color shall be [[clear] [gray]
[bronze] [__ 11. [ Provide [

. 2.3 Low Enmissivity Insulating d ass
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NOTE: Low emissivity coating should be on the air
space surface of the inner pane of glass (the nunber
3 surface) in heating-dom nated buil dings, and on
the nunber 2 surface (inside surface of the exterior
pane) in cooling-doni nated buil di ngs.
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Interior and exterior glass panes for LowE insulating units shall be Type
| annealed flat glass, Class [1l-clear] [2-tinted] with anti-reflective

| ow-em ssivity coating on [No. 2 surface (inside surface of exterior
pane)][No. 3 surface (inside surface of interior pane)], Quality g3 -

gl azing select, conformng to ASTM C 1036. d ass performance shall be

K-Value/Wnter Nighttime [__ ] R Value/Wnter Nighttime [__ ], shading
coefficient [__ ]. Color shall be [[green] [gray] [bronze] [Dblue]
[ 1] [as shown in Section 09 06 90 COLOR SCHEDULE] .

.3 PLASTI C GLAZI NG

Rk Ik kR IR R R O kO e O O I A Rk R R O Rk Ik I kS O O R R o

NOTE: Plastic glazing may be used in sone areas
where high resistance to breakage is required, but
conbustibility nmust be considered in the design. See
manufacturers' literature for many types avail abl e.
Do not specify plastic for glazing unprotected

openi ngs, for roof panels, or for skylights wthout
consul ting UFC 3-600-01 and NAVFACENGCOM Code 04F.
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NOTE: Polycarbonate is nore expensive than acrylic
and should only be selected for |ocations which are
hi ghly vul nerable to vandalismor other types of
abuse. Avoid polycarbonate if possible due to
potentially hazardous constituent chem cals

(i ncluding Bisphenol A). Were only one naterial is
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2.

used in the project, the other one should be del et ed.

Where translucent plastic sheets are required,
| ocations will be shown on the contract draw ngs.
The following will be added at the end of the

par agr aph

"Transl ucent sheets, where shown, shall be white
having light transmission of [__ ] percent for
sheets [~ ] mv inches thick, or clear with matt
finish."

The light transmission required for a particul ar
sheet thickness will be selected from plastic sheet

manuf acturer's catal ogs.

Acrylic-plastic is a conbustible nmateri al

create a hazard condition

and shoul d
not be used in areas where exposure to fire would

Consi der glazing with aerogel insulation between 2
panel s of plastic, producing the highest visua
transmttance with the highest insulation val ues
currently available. Plastic glazing shal
U-factor maxi num of the specified U factor for
insulating glass units. Verify availability and

cost before specifying aerogel

have a

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREEEEREEEEEEEEEEREEEREEEEEEREEEEEEESES

Pl astic glazing shall have a U-factor maxi mum of |

] Wper square mx K

Bt u per square foot x hr x degree F. [Plastic glazing shall include a

[iejr32)___ ] m[0.63][1.26]]

. 3.1 Acrylic Sheet

_____ ] inch layer of aerogel between panels.]

ASTM D 4802, [Type |, regular] [Type Il, heat resistant,] [clear and snooth
on both sides] [translucent, textured on both sides,]

tint,] ultraviolet stabilized, [scratch resistant,]
([0.236] [__ ] in.) [0.236] [ ] in. thick.

. 3.2 Pol ycar bonat e Sheet

[_

[gray tint,] [bronze
1 [6] [

ANSI 797.1, [ ear and snoboth both sides] [Translucent, textured both
sides] [Gray tint] [Bronze tint] [mar-resistant] [high abrasion resistant],
ultraviolet stabilized, [__ ] mv inch thick and listed in UL MEAPD as
burglar resisting. [Mar-resistant sheet shall have a change in haze of
1600 grans, ASTM D 673.]

between 5 and 8 percent under silica carbide test,

. 3.3 Ext ruded Pol ycarbonate Profiled Sheet

Provide [double] [triple] walled, surface treated for inproved W
resi stance, offering thermal efficiency and inpact strength.

3.4 Bul | et - Resi stant Pl asti c Sheet
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NOTE: Bullet-resisting glazing materi al

is

available in four power ratings to resist scattered
shots from (1) medi um power small arnms (MBA); (2)
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hi gh- power small arnms (HSA); (3) super-power smal
arms (SSA); and (4) high-power rifles (HR

Bul l et-resisting acrylic sheet is listed by UL for
MBA rating only and is 25.4 mr one inch thick

Bul I et-resisting pol ycarbonate sheet is listed for
MBA 25.4 nm one inch and for HSA and SSA ratings
31.8 mm 1 1/4 inch. Consult manufacturers for exact

t hi cknesses and availability.
EE IR I Sk S S I S S S R R R Rk I S Sk S I I R S Ik S S I S R Sk I O

Cast acrylic sheet or mar-resistant pol ycarbonate sheet lamnated with a
special interlayer, and listed in UL 752 as bullet resisting, Cass [I]
[1I] [1I1], [clear] [ ] incolor. [Provide [__ 1.1

.4 SETTI NG AND SEALI NG MATERI ALS

Provide as specified in the GANA d azi ng Manual , | GVA TM 3000, | GVA TB-3001,
and nmanufacturer's recommendations, unless specified otherwi se herein. Do
not use netal sash putty, nonskinning conpounds, nonresilient preformnmed
seal ers, or inpregnated preforned gaskets. Materials exposed to view and
unpai nted shall be gray or neutral color.

4.1 Putty and d azi ng Conpound

G azi ng conpound shall conformto ASTM C 669 for face-glazing netal sash.
Putty shall be linseed oil type conforming to CID A-A-378for face-glazing
pri med wood sash. Putty and gl azi ng conmpounds shall not be used with
insulating glass or |am nated gl ass.

4.2 d azi ng Conpound

ASTM C 669. Use for face glazing netal sash. Do not use with insulating
glass units or |ani nated gl ass.

4.3 Seal ant s

Provi de el astoneric [and structural] seal ants.

.4.3.1 El ast omeri c Seal ant

ASTM C 920, Type S, Grade NS, Class 12.5, Use G Use for channel or stop
gl azing [wood] [and] [netal] sash. Sealant shall be chem cally conpatible
with setting blocks, edge blocks, and sealing tapes[, with sealants used in
manuf acture of insulating glass units] [, and with plastic sheet]. Color
of seal ant shall be white.

.4.3.2 Structural Seal ant

ASTM C 1184, Type S.

4.4 Joi nt Backer

Joint backer shall have a dianeter size at |east 25 percent |arger than
joint width; type and material as recommended in witing by glass and

seal ant manufacturer.

.4.5 Pr ef or med Channel s

Neoprene, vinyl, or rubber, as recommended by the glass manufacturer for
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the particular condition. [Channels for bullet-resistant glass shall be
synthetic rubber, ASTM C 864, not less than 6 mr 1/4 inch thick and
sufficiently resilient to acconmodat e expansi on and contraction while

mai ntai ning a vaportight seal between glass and franme.] [Channels shall be
chemically conpatible with plastic sheet.]

.4.6 Seal i ng Tapes

Preformed, senisolid, PVC-based material of proper size and conpressibility
for the particular condition, conplying with ASTM D 2287. Use only where
gl azi ng rabbet is designed for tape and tape is recommended by the glass or
seal ant manufacturer. Provide spacer shins for use with conpressible
tapes. Tapes shall be chemi cally conpatible with the product being set.

4.7 Setting Bl ocks and Edge Bl ocks

Cl osed-cel |l neoprene setting blocks shall be dense extruded type conform ng
to ASTM C 509 and ASTM D 395, Method B, Shore A duroneter between 70 and
90. Edge bl ocking shall be Shore A durometer of 50 (+ or - 5). Silicone
setting blocks shall be required when blocks are in contact with silicone
sealant. Profiles, lengths and | ocations shall be as required and
recomended in witing by glass manufacturer. Block color shall be bl ack.

. 4.8 d azi ng Gaskets

G azing gaskets shall be extruded with continuous integral | ocking

proj ection designed to engage into nmetal glass holding menbers to provide a
wat erti ght seal during dynam c |oading, building novenents and therma
novenents. d azing gaskets for a single glazed opening shall be continuous
one-piece units with factory-fabricated injection-nolded corners free of
flashing and burrs. d azing gaskets shall be in lengths or units
recomrended by manufacturer to ensure against pull-back at corners.

G azing gasket profiles shall be as indicated on draw ngs.

.4.8.1 Fi xed d azing Gaskets

Fi xed gl azi ng gaskets shall be cl osed-cell (sponge) snooth extruded

compr essi on gaskets of cured elastoneric virgin neoprene compounds
conform ng to ASTM C 509, Type 2, Option 1.

.4.8.2 Wedge 4 azi ng Gaskets

Wedge gl azi ng gaskets shall be high-quality extrusions of cured el astoneric
Vi rgi n neoprene conmpounds, ozone resistant, conform ng to ASTM C 864,
Option 1, Shore A duroneter between 65 and 75.

.4.8.3 Al umi num Fram ng d azi ng Gaskets

G azi ng gaskets for alum numfram ng shall be permanent, elastic,
non-shrinking, non-mgrating, watertight and weathertight.

4.9 Accessori es
Provide as required for a conplete installation, including glazing points,
clips, shinms, angles, beads, and spacer strips. Provide noncorroding netal

accessories. Provide priner-sealers and cl eaners as reconmended by the
gl ass and seal ant manuf act urers.
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[2.5 M RROR ACCESSORI ES
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NOTE: Use for Arny projects only. Navy projects
will specify Mrrors and Accessories in D vision 10,
Speci al ti es.
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2.5.1 Masti c

Mastic for setting mrrors shall be a [polyner] [__ ] type mirror mastic
resistant to water, shock, cracking, vibration and thernmal expansion.
Mastic shall be conpatible with mrror backing paint, and shall be approved
by mrror manufacturer.

2.5.2 M rror Franes

Mrrors shall be provided with mirror franes (J-nold channels) fabricated
of one-piece roll-formed Type 304 stainless steel with No. 4 brushed satin
finish and conceal ed fasteners which will keep mirrors snug to wall.
Frames shall be 32 x 6 x 6 mm (1-1/4 x 1/4 x 1/4 inch) 1-1/4 x 1/4 x 1/4
inch continuous at top and bottomof mrrors. Conceal ed fasteners of type
to suit wall construction material shall be provided with mrror franes.

2.5.3 Mrror dips

Conceal ed fasteners of type to suit wall construction material shall be
provided with clips.

] PART 3 EXECUTI ON
3.1 PREPARATI ON

Preparation, unless otherw se specified or approved, shall conformto

appl i cabl e recommendations in the GANA d azi ng Manual, GANA Seal ant Manual ,
| GVA TB-3001, | GVA TM 3000, and nanufacturer's recomendati ons. Det er m ne
the sizes to provide the required edge clearances by neasuring the actual
opening to receive the glass. Gind snooth in the shop gl ass edges that
will be exposed in finish work. Leave labels in place until the
installation is approved, except renove applied | abels on heat-absorbing
glass and on insulating glass units as soon as glass is installed. Securely
fix nmovable itenms or keep in a closed and | ocked position until glazing
conpound has thoroughly set.

3.2 GLASS SETTI NG

Shop gl aze or field glaze itens to be gl azed using glass of the quality and
thi ckness specified or indicated. @ azing, unless otherw se specified or
approved, shall conformto applicable recomendations in the

GANA d azi ng Manual, GANA Seal ant Manual, | GVA TB-3001, | GvA TM 3000, and
manuf acturer's recomendati ons. Al um num wi ndows, wood doors, and wood

wi ndows may be gl azed in conformance with one of the gl azing nethods
described in the standards under which they are produced, except that face
puttying with no bedding will not be permitted. Handle and install glazing
materials in accordance with manufacturer's instructions. Use beads or
stops which are furnished with items to be glazed to secure the glass in

pl ace. Verify products are properly installed, connected, and adjusted.

SECTION 08 81 00 Page 30



3.

3.

.2.1 Sheet d ass

Cut and set with the visible |lines or waves hori zontal .

. 2.2 Patterned d ass

Set glass with one patterned surface with snooth surface on the weat her
side. When used for interior partitions, place the patterned surface in
same direction in all openings.

. 2.3 Insulating dass Units

Do not grind, nip, or cut edges or corners of units after the units have
left the factory. Springing, forcing, or twisting of units during setting
will not be permitted. Handle units so as not to strike franes or other
objects. Installation shall conformto applicable recomendati ons of

| GVA TB- 3001 and | GVA TM 3000.

.2.4 Install ation of Wre d ass

Install glass for fire doors in accordance with installation requirenents
of NFPA 80.

. 2.5 Installati on of Heat-Absorbing d ass

G ass shall have clean-cut, factory-fabricated edges. Field cutting wll
not be permtted.

.2.6 Installation of Lam nated d ass

Sashes which are to receive | am nated gl ass shall be weeped to the outside
to all ow wat er drainage into the channel

2.7 Pl asti ¢ Sheet

Conformto manufacturer's recomendati ons for edge cl earance, type of
seal ant and tape, and nethod of installation.

3 ADDI TI ONAL REQUI REMENTS FOR GLAZI NG CONTRCL TOWER W NDOWS
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NOTE: For Air Force installations, do not nodify
these requirenments without approval of Headquarters,
US. Air Force. \Where design wind speed is nore than
225 kilonmeters 140 miles per hour, delete the |ast
sent ence.

EE R I R R S I R I R R I R R R R R R R R S R R I R R R S R R R R R O

3.1 Materials and Methods of Installation

Conply with the manufacturer's warranty and written instructions, except as
indicated. Install units with the heat-absorbing glass to the exterior.
Secure glass in place with bolts and spring clips. The mnimum cl earance
bet ween bolts and edge of glass unit shall be 4.75 mr 3/16 inch. The

gl ass shall be edged with 4.75 mr 3/16 inch thick continuous neoprene,
vinyl, or other approved material. Trimedging after installation. The

channel shapes or strips shall be firmy held against the glass by the
spring action of the extruded netal noldings. Resilient setting bl ocks,
spacer strips, clips, bolts, washers, angles, applicable glazing conpound,
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and resilient channels or cenmented-on nmaterials shall be as recomended in
the witten instructions of the glass manufacturer, as approved.

.3.2 Tol erances and Cl earances of Units

Design to prevent the transfer of stress in the setting frames to the
glass. Springing, twisting, or forcing of units during setting will not be
permtted.

.4 CLEANI NG

Clean gl ass surfaces and renove | abels, paint spots, putty, and other
defacenent as required to prevent staining. dass shall be clean at the
time the work is accepted. [C ean plastic sheet in accordance with
manuf acturer's instructions.]

.5 PROTECTI ON

@ ass work shall be protected imediately after installation. d azed
openi ngs shall be identified with suitable warning tapes, cloth or paper
flags, attached wi th non-staining adhesives. Reflective glass shall be
protected with a protective material to elimnate any contam nation of the
reflective coating. Protective material shall be placed far enough away
fromthe coated glass to allow air to circulate to reduce heat buildup and
noi sture accumul ation on the glass. Upon renoval, separate protective
materials for reuse or recycling. @ ass units which are broken, chipped,
cracked, abraded, or otherw se damaged during construction activities shal
be renmoved and replaced with new units.

.6 WASTE MANAGEMENT
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NOTE: Float gl ass cannot be recycled with

bever age-contai ner glass. Diverting waste fromthe
landfill contributes to the followi ng LEED credit:
MR2. Coordinate with Section 02 42 00 CONSTRUCTI ON
AND DEMOLI TI ON WASTE MANAGEMENT. Desi gner shal
verify that itens are able to be di sposed of as
speci fi ed.
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Di sposal and recycling of waste materials, including corrugated cardboard
recycling, shall be in accordance with the Waste Managenent Pl an. |

Separate float glass and reuse or recycle.][ Upon renoval, separate
protective materials and reuse or recycle.][ Separate tenpered glass for
use as aggregate or nonstructural fill.] Cose and seal tightly all partly
used seal ant containers and store protected in well-ventilated, fire-safe
area at noderate tenperature.

.7 SCHEDULE

Sone nmetric neasurenents in this section are based on mat hematica
conversion of inch-pound nmeasurenents, and not on netric nmeasurenent
conmonly agreed to by the manufacturers or other parties. The inch-pound
and netric nmeasurenments are as foll ows:

PRODUCTS | NCH- POUND VETRI C

d ass 1/ 8 inch 3 mm
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PRODUCTS | NCH POUND METRI C

3/ 16 inch 4.5 mm

7/ 32 inch 6 mMm

1/4 inch 6 mm

3/8 inch 10 nm
Interlayer 0. 015 inch 0.38 mm
d azi ng Channel s 1/ 4 inch 6 mm

-- End of Section --
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