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METAL RAI LI NGS
04/ 08
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NOTE: This gui de specification covers the
requirenents for netal railing systens which are not
a part of any other netals systemof the

speci fication.

Associ ated work found in Division 5, "Metals,"
i ncl udes:

Structural stee

M scel | aneous net al

Steel Stairs

Ornanental railings

Installation of inserts and anchorage devices

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Comment s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS shoul d be submitted as
a Criteria Change Request (CCR)
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
this paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AVERI CAN ASSOCI ATI ON OF STATE H G-HWAY AND TRANSPORTATI ON CFFI Cl ALS

( AASHTO)
AASHTO M 180 (2000; R 2004) Standard Specification for
Corrugat ed Sheet Steel Beans for H ghway
Guardrai |
AASHTO M 314 (1990; R 2004) Standard Specification for

St eel Anchor Bolts
AVERI CAN | RON AND STEEL | NSTI TUTE (Al SI)

Al SC/ Al SI 121 (2004) Standard Definitions for Use in the
Design of Steel Structures

AMERI CAN VELDI NG SCCI ETY ( AW5)

AWS D1.1/D1. 1M (2008; Errata 2008) Structural Wl ding
Code - Steel

ASME | NTERNATI ONAL ( ASMVE)

ASME B18.2.1 (1996; R 2005) Square and Hex Bolts and
Screws (I nch Series)

ASME B18. 2. 3. 8M (1981; R 2005) Metric Hex Lag Screws

ASME B18.22.1 (1965; R 2008) Plain Washers

ASME B18. 22M (1981; R 2005) Metric Plain Washers

ASME B18.6.1 (1981; R 2008) Whod Screws (Inch Series)

ASME B18.6.3 (2003; R 2008) Machine Screws and Machi ne

Screw Nuts
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ASME B18. 6. 5M

ASME B18.6.7M

(2000; R 2005) Standard Specification for
Metric Thread-Form ng and Thread-Cutting
Tappi ng Screws

(1999; R 2005) Metric Machine Screws

ASTM | NTERNATI ONAL ( ASTM

ASTM A 108

ASTM A 123/ A 123M

ASTM A 153/ A 153M

ASTM A 27/ A 27TM

ASTM A 283/ A 283M

ASTM A 307

ASTM A 325

ASTM A 325M

ASTM A 36/ A 36M

ASTM A 449

ASTM A 467/ A 467M

ASTM A 47/ A 47TM

ASTM A 500/ A 500M

(2007) Standard Specification for Steel
Bar, Carbon and All oy, Cold-Finished

(2009) Standard Specification for Znc
(Hot-Di p Gal vani zed) Coatings on Iron and
Steel Products

(2009) Standard Specification for Zinc
Coating (Hot-Dip) on Iron and Steel
Har dwar e

(2008) Standard Specification for Steel
Castings, Carbon, for General Application

(2003; R 2007) Standard Specification for
Low and Internediate Tensile Strength
Carbon Steel Plates

(2007b) Standard Specification for Carbon
Steel Bolts and Studs, 60 000 PSI Tensile
Strength

(2009) Standard Specification for
Structural Bolts, Steel, Heat Treated,
120/ 105 ksi M ninmum Tensile Strength

(2009a) Standard Specification for
Structural Bolts, Steel, Heat Treated, 830
MPa M ni num Tensile Strength (Metric)

(2008) Standard Specification for Carbon
Structural Steel

(2007b) Specification for Hex Cap Screws,
Bolts, and Studs, Steel, Heat Treated,
120/ 105/ 90 ksi M ni mum Tensile Strength,
General Use

(2007) Standard Specification for Machine
Coil and Chain

(1999; R 2009) Standard Specification for
St eel Sheet, Al umi num Coated, by the
Hot-Di p Process

(2009) Standard Specification for

Col d- Formed Wl ded and Seam ess Carbon
Steel Structural Tubing in Rounds and
Shapes
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ASTM A

ASTM A

ASTM A

ASTM B

ASTM B

ASTM B

ASTM B

ASTM C

ASTM C

ASTM E

ASTM F

512

53/ A 53M

575

221

221IM

26/ B 26M

429/ B 429M

514

636/ C 636M

488

568M

(2006) Standard Specification for
Col d- Drawn Buttwel d Carbon Steel
Mechani cal Tubi ng

(2007) Standard Specification for Pipe,
Steel, Black and Hot-Di pped, Zinc- Coated,
Wl ded and Sean ess

(1996; R 2007) Standard Specification for
Steel Bars, Carbon, Merchant Quality,
M G ades

(2008) Standard Specification for Al um num
and Al um num Al | oy Extruded Bars, Rods,
Wre, Profiles, and Tubes

(2007) Standard Specification for Al um num
and Al unm num Al |l oy Extruded Bars, Rods,
Wre, Profiles, and Tubes (Metric)

(2009) Standard Specification for
Al um num Al | oy Sand Casti ngs

(2006) Standard Specification for
Al um num Al | oy Extruded Structural Pipe
and Tube

(2004; R 2009el1) Standard Specification
for Nails for the Application of Gypsum
Boar d

(2008) Standard Practice for Installation
of Metal Ceiling Suspension Systens for
Acoustical Tile and Lay-In Panels

(1996; R 2003) Standard Test Methods for
Strength of Anchors in Concrete and
Masonry El enments

(2007) Standard Specification for Carbon
and Alloy Steel Externally Threaded Metric
Fasteners

NATI ONAL ASSOCI ATI ON OF ARCHI TECTURAL METAL MANUFACTURERS ( NAAMM)

NAAMM AMP 521 (2001) Pipe Railing Mnual

THE SOCI ETY FOR PROTECTI VE COATI NGS ( SSPC)

SSPC Pai nt 25 (1997; E 2004) Zinc Oxide, Alkyd, Linseed
Gl Prinmer for Use Over Hand Cl eaned

Steel, Type | and Type I

1.2 SUBM TTALS

Rk Rk kR IR R R Sk O kb S O I AR R R R Rk O ok O O R IR I bk S A R

NOTE: Review Submittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmttals
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required for the project. Submittals should be kept
to the mninumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G' if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Government approval on Arny
projects, a code of up to three characters within
the submittal tags nay be used following the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force

and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R R R S I R R I R I R I R S R R R R S R R I R I R R R R R R

CGovernment approval is required for submittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Government.] Submt the following in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:
SD- 02 Shop Drawi ngs
Submit fabrication drawings for the following itens in accordance
with the paragraph entitled, "General Requirenents," of this
section.
Iron and Steel Hardware
St eel Shapes, Plates, Bars and Strips
Steel Railings and Handrails
Al um num Rai |l i ngs and Handrail s
SD- 03 Product Data
Submit nmanufacturer's catal og data including two copi es of
manuf acturers specifications, |oad tables, dinmension diagrans, and
anchor details for the following itens:

Structural Steel Plates, Shapes, and Bars
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Structural Steel Tubing
Cold Finished Steel Bars
Hot - Rol | ed Carbon Steel Bars
Col d- Drawn St eel Tubing
Concrete Inserts
Masonry Anchorage Devices
Protective Coating
Steel Railings and Handrails
Al um num Rai l i ngs and Handrails
SD-07 Certificates
Submit Wel di ng Procedures in accordance with AWS D1.1/D1. 1.
Subnit certificates for Wel der Qualification in accordance with
t he paragraph entitled, "Qualifications for Wlding Wrk," of this
section.

SD- 08 Manufacturer's | nstructions

Submit manufacturer's installation instructions for the follow ng
products to be used in the fabrication of steel stair work.

Structural Steel Plates, Shapes, and Bars
Structural Steel Tubing

Col d Finished Steel Bars

Hot - Rol | ed Carbon Steel Bars

Col d- Drawn St eel Tubing

Protective Coating

Masonry Anchorage Devices

Steel Railings and Handrails

Al um num Rai l i ngs and Handrails

1.3 QUALI FI CATI ONS FOR VELDI NG WORK

IR E R R E R RS EEEEEREEEEEEEEEREEREREEEREEEEEEREEEEEEEREEEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: |If Section 05 05 23 WELDI NG, STRUCTURAL is
not included in the project specification,

applicabl e requirenments therefromshould be inserted
and the follow ng paragraph del eted.

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

[ Section 05 05 23 WELDI NG STRUCTURAL applies to work specified in this
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section.]

[ Provi de Wl ding Procedures testing in accordance with AWS D1.1/D1. 1NV nade
in the presence of the Contracting Officer and by an approved testing

| aboratory at the Contractor's expense.

Provide certified Wl der Qualification by tests in accordance with

AWS D1.1/D1. 1N, or under an equival ent approved qualification test. In
addition be performed on test pieces in positions and with clearances
equi valent to those actually encountered. If a test weld fails to neet

requi renents, make an inmedi ate retest of two test welds and each test weld
nmust pass. Failure in the immediate retest will require that the wel der be
retested after further practice or training and make a conplete set of test
wel ds. ]

PART 2 PRODUCTS

2.

1 GENERAL REQUI REMENTS

Provi de conplete and detailed fabrication drawings for all Iron and Stee
Hardware, and for all Steel Shapes, Plates, Bars and Strips used in
accordance with the design specifications referenced in this section.

Preassenble itens in the shop to the greatest extent possible. Disassenble
units only to the extent necessary for shipping and handling. dearly nmark
units for reassenbly and coordi nated installation.

For the fabrication of work exposed to view, use only materials that are
snmooth and free of surface bl em shes, including pitting, seam marks, roller
marks, rolled trade nanes, and roughness. Renpbve bl eni shes by grinding, or
by wel ding and grinding, prior to cleaning, treating, and application of
surface finishes, including zinc coatings.

.2 STRUCTURAL STEEL PLATES, SHAPES AND BARS

Structural -size shapes and pl ates, except plates to be bent or col d-forned,
must conformto ASTM A 36/ A 36l, unl ess ot herw se noted.

Steel plates to be bent or cold-formed nust conformto ASTM A 283/ A 283N,
Grade C

Steel bars and bar-size shapes nust conformto ASTM A 36/ A 360, unless
ot herw se not ed.

.3 STRUCTURAL STEEL TUBI NG

EE R I R R S I R I R R I R R R R R R R R S R R I R R R S R R R R R O

NOTE: | ncludes square, rectangular, round, and

speci al ly shaped structural steel tubing.
ER R R I I R R R R R I I R R R R I I R R R R I I I R R S R I S I I R R R I I R R R I I R R R I I I I

Structural steel tubing, hot-fornmed, wel ded or seanl ess, nust conformto
ASTM A 500/ A 500V, Grade B, unless otherw se noted.

.4 HOT- ROLLED CARBON STEEL BARS

Bars and bar-size shapes must conformto ASTM A 575, grade as sel ected by
the fabricator.
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2.5 COLD FI Nl SHED STEEL BARS
Bars nust conformto ASTM A 108, grade as selected by the fabricator.
2.6 COLD- DRAWN STEEL TUBI NG

Tubi ng must conformto ASTM A 512, sunk drawn, butt-wel ded, col d-finished,
and stress-relieved.

2.7 STEEL PI PE

Pi pe nust conformto ASTM A 53/ A 53I, type as selected, Gade B; prined
finish, unless galvanizing is required; standard weight (Schedul e 40).

2.8 CONCRETE | NSERTS

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: Inserts nust be used for fastening stee
stair itenms to cast-in-place concrete construction
subjected to direct pullout |oadings such as shelf
angl es and supports attached to concrete slab
ceilings. Locations of inserts nust be indicated.

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

[ Provi de threaded-type concrete inserts consisting of galvanized ferrous
castings, internally threaded to receive M0 3/4-inch diameter machine
bolts; either malleable iron conform ng to ASTM A 47/ A 47N or cast steel
conformng to ASTM A 27/ A 27N, hot-di p gal vani zed in accordance with
ASTM A 153/ A 153M.]

[ Provi de wedge-type concrete inserts consisting of gal vani zed box-type
ferrous castings designed to accept M20 3/4-inch dianeter bolts having
speci al wedge-shaped heads; they shall be either malleable iron conformng
to ASTM A 47/ A 47N or cast steel conforming to ASTM A 27/ A 27N and hot-dip
gal vani zed in accordance with ASTM A 153/ A 153N ]

[ Provi de carbon steel bolts having special wedge-shaped heads, nuts,
washers, and shins, galvanized in accordance with ASTM A 153/ A 153N
Provide slotted-type concrete inserts consisting of galvanized 3 mllineter
1/8-inch thick pressed steel plate conform ng to ASTM A 283/ A 283l; they
nust be of box-type wel ded construction with slot designed to receive M0
3/ 4-inch dianmeter square-head bolt wi th knockout cover; and hot-dip

gal vani zed in accordance with ASTM A 123/ A 123\V.]

2.9 MASONRY ANCHORAGE DEVI CES

EE R I R R S I R I R R I R R R R R R R R S R R I R R R S R R R R R O

NOTE: Use masonry anchorage devices only for
fastening steel stair itens to solid nmasonry and
concrete when the anchor is not subjected to pullout
| oads or vibration in shear | oads.

IR E R R E R RS EEEEEREEEEEEEEEREEREREEEREEEEEEREEEEEEEREEEEEEEEEEEEEEREEEEEEREEEEE SRS

Provi de masonry anchorage devi ces consisting of expansion shields conplying
with AASHTO M 314, ASTM E 488 and ASTM C 514 as fol |l ows:

[ Provi de | ead expansi on shields for nmachine screws and bolts 6

mllineter 1/4 inch and small er; head-out enbedded nut type, single
unit class, Goup I, Type 1, Cass 1.]
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[ Provi de | ead expansi on shields for nmachine screws and bolts |arger
than 6 mllinmeter 1/4 inch in size; head-out enbedded nut type,
nmultiple unit class, Goup |, Type 1, Cass 2.]

[ Provide bolt anchor expansion shields for lag bolts; zinc-alloy, |ong
shield anchors class, Goup II, Type 1, dass 1.]

[ Provi de bolt anchor expansion shields for bolts; closed-end bottom
bearing class, Goup Il, Type 2, dass 1.]

EE R R R S I R I R I R I O I R R R I R S R R I R R R R R S R R R

NOTE: Toggle bolts nust be used for anchoring stee
stair itens to holl ow masonry and stud partitions.

Rk Ik kb I IR R R I kO e S R R ARk Rk R Rk O ok O O kR SRR I b R R R o

Provi de tunbl e-wing type toggle bolts conform ng to ASTM A 325N ASTM A 325,
ASTM A 449 and ASTM C 636/ C 636l, type, class, and style as required.

.10 FASTENERS

Gal vani ze zinc-coated fasteners in accordance with ASTM A 153/ A 153N and
used for exterior applications or where built into exterior walls or floor
systens. Select fasteners for the type, grade, and class required for the
installation of steel stair itemns.

Standard bolts and nuts nust be regul ar hexagon-head conformng to
ASTM F 568N ASTM A 307, Grade A.

Lag bolts nust be square-head conform ng to ASVE B18. 2. 3. 8 ASME B18. 2. 1.
Machi ne screws cadm um pl ated steel confornming to ASVE B18. 6. 7V ASME B18. 6. 3.

Wbod screws nust be flat-head carbon steel conforming to ASME B18. 6. 5NV
ASME B18. 6. 1.

Pl ai n washers nmust be round, general -assenbly-grade, carbon stee
conform ng to ASME B18. 22 ASME B18. 22.1

Lockwashers must be helical spring, carbon steel conformng to
ASME B18. 2. 3. 8v ASME B18. 2. 1.

.11 GENERAL FABRI CATI ON

Provide Railings and Handrails detail plans and el evations at not |ess than
1to 12 scale 1 inch to 1 foot. Provide details of sections and
connections at not less than 1 to 4 scale 3 inches to 1 foot. Also detai
setting draw ngs, diagrans, tenplates for installation of anchorages,
including concrete inserts, anchor bolts, and m scellaneous netal itens
havi ng i ntegral anchors.

Use materials of size and thicknesses indicated or, if not indicated, of
required size and thickness to produce adequate strength and durability in
finished product for intended use. Wrk materials to dinmensions indicated
on approved detail drawi ngs, using proven details of fabrication and
support. Use type of materials indicated or specified for the various
components of work.

Form exposed work true to line and |l evel with accurate angles and surfaces
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and straight sharp edges. Exposed edges must be eased to a radi us of
approximately 0.8 mllimeter 1/32 inch. Bend metal corners to the small est
radi us possi bl e wi thout causing grain separation or otherwi se inpairing the
wor K.

Wel d corners and seans continuously and in accordance with the
reconmmendati ons of AWS D1.1/Dl.1V. Gid exposed welds snooth and flush to
mat ch and bl end wi th adjoi ni ng surfaces.

For m exposed connections with hairline joints that are flush and snoot h,
usi ng conceal ed fasteners wherever possible. Use exposed fasteners of the
type indicated or, if not indicated, use Phillips flathead (countersunk)
screws or bolts.

Provi de anchorage of the type indicated and coordi nated with the supporting
structure. Fabricate anchoring devices and space as indicated and as
required to provi de adequate support for the intended use of the work.

Use hot-rolled steel bars for work fabricated from bar stock unless work is
i ndi cated or specified to be fabricated fromcol d-finished or cold-rolled
st ock.

2.12 PROTECTI VE COATI NG
[ Shop prinme steelwork with red oxide primer in accordance with SSPC Paint 25.]

[ Shop prime steelwork as indicated in accordance with [AI SC/ Al SI 121]
[Section 09 97 13.00 40 STEEL COATI NGS] except surfaces of steel to be
encased in concrete, surfaces to be welded, contact surfaces to be

hi gh-strength bolt connected, and surfaces of crane rails.]

[ Provi de hot di pped gal vani zed steelwork as indicated in accordance wth
ASTM A 123/ A 123N. Touch up abraded surfaces and cut ends of gal vani zed
nenbers with zinc-dust, zinc-oxide primer, or an approved gal vani zi ng
repair conpound. ]

2.13 STEEL RAI LI NGS AND HANDRAI LS

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: Handrail design nust neet |oads of the
appl i cabl e building code, OSHA, and ADA. Decorative
architectural handrail is not covered in this
section. See NAAMM "Pipe Railing Manual" for
suggesti ons.

Rk Rk Rk R R IR R R Sk O O e S O R AR Rk R Rk O kO I R IR R I b I Rk I o

Desi gn handrails to resist a concentrated load of [490 N] [250 Ibs] [__ ]
in any direction at any point of the top of the rail or [290 Nn] [20 | bs
per foot] [__ ] applied horizontally to top of the rail, whichever is

nore severe. NAAVMM AVP 521, provide the same size rail and post. Provide
pi pe collars of the same material and finish as the handrail and posts.
[ Provide series 300 stainless steel pipe collars.]

2.13.1 Steel Handrails

Rk Rk kR IR R R Sk O kb S O I AR R R R Rk O ok O O R IR I bk S A R

NOTE: Standard A 53 pipe at nom nal diameter 30 mr
1 1/4 inches neets the nmini mumrequirenents since
the outside dianmeter is 45 mr 1. 66 inches.
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Provide steel handrails, including inserts in concrete, [steel pipe
conformng to ASTM A 53/ A 53N [or] [structural tubing conformng to

ASTM A 500/ A 500, Grade A or B of equivalent strength]. Provide stee
railings of [40] [50] my [1 1/2] [2] inches nonminal size. [Railings to be
hot - di p gal vani zed] [and] [shop painted].

a. Fabrication: Joint posts, rail, and corners by one of the follow ng
net hods:

(1) Flush-type rail fittings of commercial standard, wel ded and
ground snmooth with railing splice | ocks secured with 10 nmr 3/8 inch
hexagonal -recessed- head set screws.

(2) Mtered and welded joints nade by fitting post to top rail and
internediate rail to post, mitering corners, groove wel ding
joints, and grinding smooth. Butt railing splices and reinforce
themby a tight fitting interior sleeve not |less than 150 nmr 6
i nches | ong.

(3) Railings may be bent at corners in lieu of jointing, provided
bends are nade in suitable jigs and the pipe is not crushed.

b. Provide renpvabl e sections as indi cat ed.

Provi de kickpl ates between railing posts where indicated, and consist of 4
mllimeter 1/8-inch steel flat bars not less than 150 mllinmeter 6 inches
hi gh. Secure kickpl ates as indicated.

[ Gal vani ze exterior railings, including pipe, fittings, brackets,
fasteners, and other ferrous netal conponents. Provide black steel pipe
for interior railings.]

[ Provi de gal vani zed exterior and interior railings where indicated,
including pipe, fittings, brackets, fasteners, and other ferrous neta
components. Provide black steel pipe for interior railings not indicated
as gal vani zed. ]

[ Provide gal vani zed railings, including pipe, fittings, brackets,
fasteners, and other ferrous netal conponents.]

.14 ALUM NUM RAI LI NGS AND HANDRAI LS

Rk Rk Rk R R IR R R Sk O O e S O R AR Rk R Rk O kO I R IR R I b I Rk I o

NOTE: Do not use slip-on type fittings and set
screws for locations subject to abusive use by
bui |l di ng occupants. The | ess expensive Al oy
6061-T6 neets the strength requirenments, but is not
sui tabl e for bending, and discol ors when anodi zed.
Handrail fasteni ngs should be of Series 300
stainless steel. Specify No. 316 for narine

envi ronnment s.

EE R R R S I R I R I R I R S R R R R O S R R I R R R R R S R R R O

Consists of [ [40] [50] mm [1 1/2] [2] inch nom nal schedul e 40 pipe

ASTM B 429/ B 429V ,[ 45 nr 1 3/4 inch square al um num seni-holl ow tube with
rounded corners ASTM B 221N ASTM B 221]. Railings to be [m Il finish]

[ anodi zed] al um num [ ] color]. Al fasteners nmust be Series 300
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stainl ess steel.

a. Fabrication: Provide jointing by one of the follow ng nethods:

(1) Flush-type rail fittings, welded and ground snooth with splice
| ocks secured with 10 nr 3/8 inch recessed head set screws.

(2) Mtered and wel ded joints nade by fitting post to top rail
internediate rail to post, and corners, nust be groove wel ded and
ground snooth. Provide butted splices, where allowed by the
Contracting Oficer, and reinforced by a tight fitting dowel or
sl eeve not less than 150 nr 6 inches in length. Tack weld or
epoxy cenent dowel or sleeve to one side of the splice

(3) Assenble railings using slip-on alum num magnesium alloy fittings
for joints. Fasten fittings to pipe or tube with 6 or 10 nr 1/4
or 3/8 inch stainless steel recessed head setscrews. Provide
assenbled railings with fittings only at vertical supports or at
rail termnations attached to walls. Provide expansion joints at
the m dpoint of panels. Provide a setscrewin only one side of
the slip-on sleeve. Provide alloy fittings to conformto
ASTM B 26/ B 260.

b. Renovable railing sections: Provide renovable railing sections as
indicated.[ Provide toe-boards and brackets where indicated, using
fl ange castings as appropriate.]

]12.15 SAFETY CHAI NS [ AND GUARDRAI LS]

Construct safety chains of galvanized steel, straight link type, 5 nmr 3/16
inch dianeter, with at |east twelve |links per 300 nmr foot, and with snap
hooks on each end. Test safety chain in accordance with ASTM A 467/ A 467N
Class CS. Provide snap hooks of boat type. Provide gal vanized 10 mr 3/8
inch bolt with 20 mr 3/4 inch eye dianmeter for attachnment of chain
anchored as indicated. Supply two chains, 100 nmm 4 inches |onger than the
anchorage spacing, for each guarded area. |[Corrugated sheet steel beam
guardrail to conformto the requirenents of AASHTO M 180, Type [__
the class specified on the drawings. Provide bolts and nuts as indicated,
and to conformto the requirements of ASTM A 307.] Locate [guard rails]
safety chain where indicated. Mount the top chain [rail] 1050 mr feet 6
inches [ ] above the [floor] [ground] and nount the | ower chain [rail]
600 mr 2 feet | ] above the [floor] [ground].

PART 3 EXECUTI ON

3.

1 STAI R RAI LI NGS AND HANDRAI LS

Adjust railings prior to securing in place to ensure proper matching at
butting joints and correct alignment throughout their |ength. Space posts
not nmore than 2440 mllinmeter 8 feet on center. Plunb posts in each
direction. Secure posts and rail ends to building construction as follows:

Anchor posts in concrete by nmeans of pipe sleeves set and anchored into
concrete. Provide sleeves of gal vani zed, standard wei ght, steel pipe,
not less than 150 nillineter 6 inches long, and having an inside

di ameter not less than 13 millinmeter 1/2-inch greater than the outside
di ameter of the inserted pipe post. Provide steel plate closure
secured to the bottom of the sleeved; closure nust be of width and

I ength not less than 25 nmillinmeter 1-inch greater than the outside
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di ameter of the sleeve. After posts have been inserted into sleeves,
t he annul ar space between post and sl eeve nust be filled with nolten
| ead, sulfur, or a quick-setting hydraulic cement. Cover anchorage
joint with a round steel flange welded to the post.

Anchor posts to steel with steel oval flanges, angle type or floor type
as required by conditions, welded to posts and bolted to the stee
supporting nenbers.

Anchor rail ends into concrete and masonry with steel round fl anges
wel ded to rail ends and anchored into the wall construction with | ead
expansi on shi el ds and bolts.

Anchor rail ends to steel with steel oval or round flanges wel ded to
tail ends and bolted to the structural steel nenbers.

Secure handrails to walls by neans of wall brackets and wall return fitting
at handrail ends. Provide brackets of nmlleable iron castings, wth not
less than 75 millinmeter 3-inch projection fromthe finish wall surface to
the center of the pipe drilled to receive one MO 3/8-inch bolt. Locate
brackets not more than 1525 nmillineter 60 inches on center. Provide wal
return fittings of cast iron castings, flush-type, with the sane projection
as that specified for wall brackets. Secure wall brackets and wall return
fittings to building construction as foll ows:

For concrete and solid nmasonry anchorage, use bolt anchor expansion
shields and | ag bolts.

For holl ow masonry and stud partition anchorage, use toggle bolts
havi ng squar e heads.

Install toeboards and brackets where indicated. Make splices, where
required, at expansion joints. Install rempvabl e sections as indicated.

.2 STEEL HANDRAI L

Install [in pipe sleeves enbedded in concrete and filled with non-shrink
grout or quick setting anchoring cenent with anchorage covered with
standard pipe collar pinned to post.] [by nmeans of pipe sleeves secured to
[wood with screws.] [masonry with expansion shields and bolts or toggle
bolts.] [by nmeans of base plates bolted to stringers or structural stee
franme work.]] Secure rail ends by steel pipe flanges [anchored by
expansi on shields and bolts.] [through-bolted to a back plate or by 6 mr
1/4 inch lag bolts to studs or solid backing.]

.3 ALUM NUM HANDRAI L

Affix to base structure by [flanges anchored to concrete or other existing
masonry by expansi on shields] [base plates or flanges bolted to stringers
or structural steel framework] [flanges through-bolted to a backing plate
on other side of a wall] [flanges lag bolted to studs or other structura
tinmbers]. Provide Series 300 stainless steel bolts to anchor al um num
all oy flanges, of a size appropriate to the standard product of the

manuf acturer. \Were alumnumor alloy fittings or extrusions are to be in
contact with dissimlar netals or concrete, give the contact surface a
heavy coating of bitun nous paint.
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3.

3.

4 FI ELD VWELDI NG

Procedures of manual shielded nmetal arc wel ding, appearance and quality of
wel ds made, and nethods used in correcting welding work nmust conply with

AWS D1.1/D1. 1.

5 TOUCHUP PAI NTI NG

ER R IR I I R R R R R I I I R R R R I I I R R R R S I I R R I I I I I R R R I I I I I R R I I I R R R S I I I
NOTE: Delete the paragraph and heading if touchup
painting is to be excluded fromthe steel stair
erector's work.

EE R R R I R R I I R R R I I R R R Ok S R R I R I R I O R O

I mredi ately after installation, clean field welds, bolted connections, and
abraded areas of the shop paint and exposed areas painted with the paint
used for shop painting. Apply paint by brush or spray to provide a mni num
dry-filmthickness of 0.051 mllineter 2 mls

-- End of Section --
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