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SECTION 32 11 29

LI Me- [ STABI LI ZED] [ MODI FI ED] SUBGRADE
11/ 09
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NOTE: This gui de specification covers the
requirenents for linme stabilization or nodification
of subgrades airfield pavenents and for roads,
streets, and parking areas.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnitted as
a Citeria Change Request (CCR)

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

PART 1 GENERAL
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NOTE: The Desi gner should refer to UFC 3-250-11 or
TM 5-822- 14 for gui dance on nodification or
stabilization of nmaterials with |ine.

Sul fate reaction with either the soil to be
stabilized or mxing water used in the stabilization
process may be detrinental to the finished product
due to the expansive nature of the sulfate

reaction. Soluble sulfate contents as |ow as 0.5%
have resulted in excessive expansion of the soil due
to the formation of ettringite and thaumasite.
During the design phase soils and water anticipated
to be included in the stabilized material should be
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tested for potential to cause an adverse expansion
reaction. The contractor should be required to test
any off site borrow sources for sulfates.

If Lime stabilization or nodification is considered
where sulfates are present, the USACE Transportation
Systens Center (CENWD ED- TX), appropriate Air Force
MAJCOM pavenents engi neer, or Naval Facilities

Engi neering Service Center should be consulted for
up-t o-dat e gui dance

EE R R R S I R R I R I R S R R R R O S R R R I R I R R S R R R R R O

1.1 UNI T PRI CES
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NOTE: This paragraph will be del eted when | unp-sum
paynent is desired.
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1.1.1 Measur enent for Payment
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NOTE: Method of neasurenent not applicable to the
job conditions will be deleted. |If it is desirable
for material to be paid for separately, select the

desired net hod of neasurenent.
EIR IR R R R S I S I I R I I I I I R R S I I R I R IR I I I R I I I I I I R I I I I b I I b I b I I I b I b b b b b S b I b I b b b I

1.1.1.1 Linme [Stabilization] [Modification]
Measurenment will be by the square neter yard of work conpl eted and accept ed.
1.1.1.2 Li me

Measurenent will be by the nunmber of nmetric 2000 pound tons of line used in
the conpl eted and accepted work. No neasurenent will be made for wasted
[ime or linme used in work determ ned defective.

1.1.1.3 Bi t um nous Materi al

Bi tum nous material to be paid for will be nmeasured in the nunber of [liters
gallons of the material used in the accepted work, corrected to liters at
16 degrees C gallons at 60 degrees F in accordance with [ASTM D 633] [

ASTM D 1250]. A coefficient of 0.000139 per degree C 0.00025 per degree F
shal |l be used for asphalt enmulsion.] [netric 2000 pound tons of the

material used in the accepted work.]

1.1.2 Basi s for Paynent

Rk bk bk R IR R R Sk O O e S R S AR Rk R R Rk I ok O kI R R I O b I R

NOTE: Met hod of neasurenent not applicable to the
job conditions will be deleted. |If it is desirable
for material to be paid for separately, select the
desired met hod of neasurenent.

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

Linme [stabilization] [nodification], constructed and accepted, including
lime, [bitum nous material] and all other materials, |abor and equi pnent
required to provide a product neeting the requirenents of this
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specification wll be paid for at the respective contract unit prices in
the bidding schedule. No paynent will be nade for any naterial wasted,
used for the conveni ence of the Contractor, unused or rejected, or for
wat er used. No separate paynent will be made for sanding or dusting the
bi t um nous prinme-coated surfaces, and all costs for sanding or dusting
shal |l be included in the contract unit price for bitum nous material.

. 1.3 Waybill s and Delivery Tickets

Submit copies of waybills or delivery tickets during the progress of the
work. Before the final paynent is allowed, waybills and certified delivery
tickets shall be furnished for all Iine [and bitum nous materials] used in
the construction.

.2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
t he i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

EE R R R S I R R R I R I O R R R S R I R S R R I R R R R R R R O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN ASSCCI ATI ON OF STATE HI GHMAY AND TRANSPORTATI ON OFFI Cl ALS

(AASHTO)

AASHTO M 81 (1992; R 2004) Standard Specification for
Cut back Asphalt (Rapid-Curing Type)

AASHTO M 82 (1975; R 2004) Standard Specification for
Cut back Asphalt (Medium Curing Type)

AASHTO T 135 (1997; R 2005) Standard Method for Test of
Wet ting-and-Dryi ng Test of Conpacted
Soi | - Cenent M xtures

AASHTO T 136 (1997; R 2005) Standard Met hod of

Freezi ng- and- Thawi ng Tests of Conpacted
Soi | - Cenment M xtures
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ASTM C

ASTM C

ASTM C

ASTM C

ASTM C

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM D

ASTM | NTERNATI ONAL (ASTM

136

1602/ C 1602M

25

50

977

1250

1556

1557

1632

2027

2028

2167

3551

3740

422

4318

5102

(2006) Standard Test Method for Sieve
Anal ysis of Fine and Coarse Aggregates

(2006) Standard Specification for Mxing
Water Used in Production of Hydraulic
Cenment Concrete

(2006) Standard Test Method for Chemi cal
Anal ysi s of Linestone, Quicklinme, and
Hydrated Linme

(2000; R 2006) Sanpling, Sanple
Preparation, Packagi ng, and Marking of
Li e and Li nestone Products

(2003) Quicklinme and Hydrated Line for
Soil Stabilization

(2008) Standard Guide for Use of the
Pet r ol eum Measur enent Tabl es

(2007) Density and Unit Wight of Soil in
Pl ace by the Sand- Cone Met hod

(2009) Standard Test Methods for

Laborat ory Conpaction Characteristics of
Soil Using Mdified Effort (56,000
ft-1bf/ft3) (2700 kN-m nB)

(2007) Making and Curing Soil - Cenment
Conpressi on and Fl exure Test Specinmens in
the Laboratory

(1997; R 2004) Cutback Asphalt
(Medi um Curing Type)

(1997; R 2004) Cutback Asphalt
(Rapi d-Curing Type)

(2008) Density and Unit Wight of Soil in
Pl ace by the Rubber Balloon Method

(2008) Laboratory Preparation of Soil-Line
M xtures Using a Mechani cal M xer

(2008) M ni mum Requi renments for Agencies
Engaged in the Testing and/or |nspection
of Soil and Rock as Used in Engineering
Desi gn and Construction

(1963; R 2007) Particle-Size Analysis of
Soil's

(2005) Liquid Limt, Plastic Limt, and
Plasticity Index of Soils

(2009) Standard Test Method for Unconfined
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1

Conpressive Strength of Conpacted
Soi |l -Linme M xtures

ASTM D 559 (2003) Wetting and Dryi ng Conpacted
Soi | - Cenent M xtures

ASTM D 560 (2003) Freezing and Thawi ng Comnpact ed
Soi | - Cenent M xtures

ASTM D 633 (1997; R 2005) Vol une Correction Table for
Road Tar

ASTM D 6938 (2008a) Standard Test Method for In-Place

Density and Water Content of Soil and
Soi | - Aggregat e by Nucl ear Met hods (Shall ow

Dept h)

ASTM D 75/ D 75M (2009) Standard Practice for Sanpling
Aggr egat es

ASTM D 977 (2005) Emul sified Asphalt

ASTM E 11 (2009) Wre doth and Sieves for Testing
Pur poses

.3 DEFI NI TI ONS

. 3.1 Lime-[ Stabilized][ Modified] Course

Li me-[stabilized][nodified] course, as used in this specification, is a

m xture of lime and in-place or borrow naterial uniformy blended, wetted,
and t horoughly conpacted to produce a pavenent course which nmeets the
criteria set forth in the plans and this specification.

. 3.2 Degree of Conpaction

Degree of conpaction required is expressed as a percentage of the maxi mum
density obtained by the test procedure presented in ASTM D 1557abbrevi at ed
as percent | aboratory nmaxi mum density.

.4 SYSTEM DESCRI PTI ON

The work specified consists of the construction of a
[ime-[stabilized][nodified] subgrade course. Performthe work in
accordance with this specification conformng to the |lines, grades, notes,
and typical sections shown in the drawi ngs. Select sources of materials
wel | in advance of the tinme when nmaterials will be required in the work.

4.1 Stockpiling Materials

St ockpil e borrow material, including approved naterial avail able from
excavation and grading, in the manner and at the | ocations desi gnated.

Bef ore stockpiling material, storage sites shall be cleared and sloped to
drain. Stockpile separately materials obtained fromdifferent sources.

4.2 Pl ant, Equi pnment, Machi nes, and Tool s

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

NOTE: Types of equi pnent specified but not required
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for the work will be deleted, and other itens of

equi prent not listed will be added as appropriate.
EE IR I Sk S S I S S S S R R R Rk S I S Sk S I I R S Ik S I R Sk I S O R

1.4.2.1 Ceneral Requisites

Pl ant, equi pnent, machines, and tools used in the work shall be subject to
approval and maintained in satisfactory working condition at all tines.

O her compacting equi pment may be used in lieu of that specified, where it
can be denonstrated that the results are equivalent. Provide protective
equi pnent, apparel, and barriers to protect the eyes, respiratory system
and the skin of workers exposed to contact with |inme dust or slurry.

.4.2.2 St eel - Wheel ed Rol l ers

Steel wheeled rollers shall be the self propelled type. Unless otherw se
provi ded, non-vibratory steel-wheel rollers shall be of the tandem or
3-wheel self-propelled type or steel-wheel trailer type weighing not |ess
than 4.5 metric tons 5 tons. Wen drive rolls or trailer type rolls produce
a conpressive force of not less than 3.6 kg/ mr 200 pounds per |inear inch
of contact area, a roller weighing less than 4.5 nmetric tons 5 tons may be
used. Equip wheels of the rollers with adjustable scrapers. The use of
vibratory rollers is optional.

.4.2.3 Pneurmatic-Tired Roll ers

Pneumatic-tired rollers shall have 4 or nore tires, inflated to a m nimm
pressure of 0.62 MPa 90 psi. The |loading shall be equally distributed to
all wheels, and the tires shall be uniformy inflated. Al so provide
pneunmatic-tired tow ng equi pnent.

.4.2.4 Tampi ng- Type Rol |l er

The tanping type roller, under working conditions, shall have a m ni mum
wei ght of 1.6 kg/mm 90 pounds per linear inch of length of drumand a
m ni mum | oad on each sheeps-foot of 0.07 kg per square nm 100 pounds per
square inch of cross sectional area of the sheeps-foot in contact with the
ground. Maxi mum area of the face of each sheeps-foot shall not be nore than
7742 square mr 12 square inches. The feet on the sheeps-foot roller shal
project not less than 178 mr 7 inches fromthe face of the drum and the
roll er shall be equipped with teeth-cleaning devices. Space the feet in
adj acent rows so that the distance fromcenter to center of adjacent
parallel rows is not |less than 150 mr 6 inches nor nore than 279 mr 11
i nches. Individual druns of the roller shall not exceed 1.5 m 5 feet in
wi dth and shall oscillate independently. Roller and tractor for pulling
shall travel at a speed of approximately 5 to 10 kmh 3 to 6 nph.

.4.2.5 Mechani cal Spreader

Mechani cal spreader shall be self-propelled or attached to a propelling
unit capabl e of noving the spreader and material truck. The device shal

be steerable and shall have variabl e speeds forward and reverse. The
spreader and propelling unit shall be carried on tracks, rubber tires, or
drumtype steel rollers that will not disturb the underlying naterial.
Provi de a spreader containing a hopper, an adjustable screed, and outboard
bunper rolls; designed to have a uniform steady flow of material fromthe
hopper; and capable of laying material w thout segregation, across the ful
width of the lane, to a uniformthickness and to a uniform/l oose density so
that when conpacted, the layer or |ayers conformto thickness and grade
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requirenents indicated. The Contracting Oficer nmay require a
demonstrati on of the spreader prior to approving use in performance of the
wor K.

1.4.2.6 Pul vi m xer

The pul verizing and mni xi ng equi prent shall be sel f-propelled, four-whee

drive, and capable of pulverizing the soil in a single pass for the ful
depth to be stabilized. The mxing action shall be capable of uniformy
bl ending and m xing the required |ine content with the subgrade soil. The

rotor shall be capable of up or down cutting.
1.4.2.7 Slurry M xer/Distributor

Mx the Iine with water in trucks with approved distributors and applied as
a thin water suspension or slurry. Apply commercial linme slurry with a
lime percentage not |ess than that applicable for the grade used. Attain
the distribution of lime by successive passes over a neasured section of
subgrade until the proper anount of |ine has been spread. The anount of
lime spread shall be the anpbunt required for mxing to the specified depth
that will result in the percentage deternmined in the job mx formula. The
distributor truck shall continually agitate the slurry to keep the m xture
uni form

1.4.2.8 Central M xing Pl ant

A lime-slurry central mxing plant shall consist of a |lime storage silo,
wat er supply tank, linme and water netering devices, and a |inme-water m xer.
Provi de storage tanks for linme-water slurry with nmechanical agitation to
maintain the line-water slurry in suspension.

1.4.2.9 Sprinkl i ng Equi prrent

Provi de sprinkling equi pment consisting of tank trucks, pressure
distributors, or other approved equi pnent designed to apply controlled
quantities of water uniformy over variable w dths of surface.

1.4.2.10 Tanpers

Provi de tanpers of an approved nechani cal type, having sufficient weight
and striking power to produce the conpaction required.

1.4.2.11 Strai ght edge

Furni sh and maintain at the site, in good condition, one 3.66 neters 12 foot
straightedge for use in the testing of the finished surface. Straightedge
shal | be nade avail able for Government use. Straightedges shall be
constructed of alumnumor other |ightweight netal with blades of box or
box-gi rder cross section with flat bottomreinforced to insure rigidity and
accuracy. Straightedges shall have handles to facilitate novenent on
pavenent .

1.5 SUBM TTALS

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submttals
required for the project. Submittals should be kept
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to the minimumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G' if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Army projects.

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREEEEREEEEEEEEEEREEEREEEEEEREEEEEEESES

CGovernment approval is required for submttals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation following the "G
designation identifies the office that will review the submttal for the
Government.] Submt the following in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:

SD- 03 Product Data
Pl ant, Equi prent, Machi nes, and Tools[; C[; G |

Li st of proposed equi pnent to be used in perfornmance of
construction work including descriptive data.

Mx Design[; CI[; G [____ 1]

M x design for each material type to be [stabilized] [nodified]
at least [14] [ ] days before it is to be used.

Waybi I s and Delivery Tickets
Copi es of waybills and delivery tickets during the progress of
the work. Certified waybills and delivery tickets for all
materials actually used.
SD- 06 Test Reports

Sanmpling and Testing
Field Density
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1

Calibration curves and related test results prior to using the
devi ce or equi pnent being calibrated. Copies of field test
results within [24] [__ ] hours after the tests are perforned
Certified copies of test results of materials and sources not |ess
than [30] | ] days before naterial is required for the work

SD-07 Certificates

Bi t um nous Materi al
Copies of certified test data.

Li me
Copies of certified test data.

Laboratory
Certification of testing |aboratory conpliance.

6 ENVI RONVENTAL REQUI REMENTS

Do not work during freezing tenperatures. Wen the tenperature is below 5
degrees C 40 degrees F, protect the conpleted [stabilized] [nodified]
materi al s agai nst freezing by a sufficient covering of straw, or by other
approved nethods, until the course has dried out. Any areas of conpleted
[stabilized] [nodified] materials that are damaged by freezing, rainfall

or other weather conditions shall be brought to a satisfactory condition
wi t hout additional cost to the Governnent. Do not apply |linme when the

at nospheric tenperature is less than 5 degrees C 40 degrees F or to soils
that are frozen or contain frost, or when the underlying material is
frozen. If the tenperature falls below 2 degrees C 35 degrees F conpl eted
linme-treated areas shall be protected against any detrinmental effects of

freezing.

PART 2 PRODUCTS

2.

2.

2.

1 MATERI ALS
1.1 Li me

Linme shall be a standard brand of [quicklinme] [hydrated linme] confornming to
ASTM C 977 and the foll owi ng physical and chem cal requirements. Sanple
[ime in accordance with ASTM C 50.

a. Line shall be of such gradation that 97 percent passes a 0.590 nm
No. 30 sieve and a mninum of 75 percent passes a 0.075 mm No. 200
si eve.

b. Conbi ned cal ci um oxi de and nmagnesi um oxi de shall be not |ess than
90 percent.

c. [Quickline] [Hydrated Line] shall not exceed 5 percent Carbon
Di oxi de or 2 percent free noisture (taken at the point of
manuf act ure).

1.2 Bi tum nous Materia

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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NOTE: Asphalt of one grade or type will be

speci fi ed.
EE IR I Sk S S I S S S S R R R Rk S I S Sk S I I R S Ik S I R Sk I S O R

Material shall conformto one of the follow ng:
2.1.2.1 Cut back Asphalt

[ AASHTO M 82] [ASTM D 2027], Grade [MC-30] [Mc-70] [ MC-250] [MC-800]; |
AASHTO M 81] [ASTM D 2028], Grade [RC-70] [RC-250] [RC-800] [ 1.

2.1.2.2 Emul sified Asphalt
ASTM D 977, Type [RS-1] [RS-2] [SS-1] [CSS-1] |
2.1.3 Material to be [Stabilized] [Modified]

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

NOTE: Soils classified as CH, CL, MH, SC, and GC
have potential for linme stabilization; however, it
is not reconmended to use |line alone for the
stabilization of sandy soils. The soluble sulfate
content of the materials to be stabilized should be
checked and tested during design to determne if
stabilization with linme can react and induce
heave. Desi gner should refer to UFC 3-250-11 and UFC
3-260-02 for further guidance. Appendix C of UFC
3-250-11 provides test nethods and |isting of
sulfate limts.

EE R R R S I R I R I I R R S R R R R R R S R R I R I R R R R S R R R

Material to be [stabilized] [nodified] shall consist of in situ, borrow, or
campacted fill material. Provide material free of del eterious substances
such as sticks, debris, organic matter, and stones greater than 75 mr 3
inches in any dinmension. At |east 10 percent of the material shall pass the
0.425 mr No. 40 sieve. [Plasticity index shall be greater than 18].

2.1. 4 Wat er

Water shall be clean, fresh, and free frominjurious anounts of oil, acid,
salt, alkali, organic nmatter, and other substances deleterious to the |ine
or soil-linme mxture, and shall be subject to approval. Water shall be

tested and conformto the requirenents of ASTM C 1602/ C 1602V incl udi ng the
optional requirenments of Table 2. Potable water sources may be used without
testing.

2.2 M X DESI GN

EE R R R kR S I R R R I I O R R R R O S R R R I R I R I O R I R I

NOTE: The desi gner shoul d determ ne the conpressive
strength requirement based on the use of the fina
pavenent. The required m ni num conpressive strength
varies with the pavenent type and intended
stabilization product. Refer to Table 2 for the
appropriate values. Designer should refer to UFC
3-250-11 for further guidance, including
applicability of stabilization or nodification with
lime.
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Li me nodification to provide an inproved worKking

pl atform reduce shrink-swell potential, or provide
a nmore uniformwork surface can often be specified
as a given percentage range based on | oca
experience, or it can be estimated by the designer
using the pH test per ASTM D 6276.

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

Devel op and submt for approval a proposed m x design for each materia
type to be [stabilized] [nodified]. GCbtain approval of the proposed m x
designs prior to starting the work. M x designs shall be devel oped by an
approved comercial | aboratory which neets the requirenments of ASTM D 3740
[and which has been approved by the Corps of Engineers Materials Testing
Center]. Develop the m x design using representative sanples of each soi
to be [stabilized] [nodified] and using the proposed project |ine. Conduct
three trials for each m x design tested. Prepare sanples in accordance
with ASTM D 3551. Allow the prepared sanples to nellow for [24 hours for
nodi fied materials] [48 hours for stabilized materials] before any testing
is performed.[ For soil stabilization, vary the line content to produce a
maxi mum pl asticity index of 10 when tested in accordance with ASTM D 4318.
Provide the results in a graph of plasticity index versus |ine content.
Determ ne the maxi mumdry density and opti num noi sture content for the
proposed linme-soil mxture in accordance with ASTM D 1557. Cure sanpl es at
a constant noisture content and tenperature for [7] [28] [___] days.][ The
soil stabilization mx design shall be capable of producing a unconfined
compressive strength of [_ ] [1.035] MPa [__ ] [200] psi at 28-days
[ ] age (average of three specinmens) when conpacted to the design percent
of laboratory maxi numdensity and tested in accordance with ASTM D 5102,
Method A.  Prepare three specinens per test evaluation for durability
testing for each m x design tested. Sanples shall not exceed | oss indicated
in Table 2 after 12 cycles of the wet-dry test in accordance with |

AASHTO T 135] [ASTM D 559].][ Conduct freeze thaw tests in accordance
with [ AASHTO T 136] [ASTM D 560] (but omtting wire brushing) for projects
susceptible to freeze/thaw conditions.] The m x design subnitta

informati on shall include the foll ow ng:
a. Material type
b. WMterial classification including plasticity test data
c. Laboratory maxi mum density
d. Percent of line and rate of application
e. Optimumwater content during nixing, curing, and conpaction
f. Gadation of material before and after treatnent
g. Conpressive strength
h. Durability Wet-Dry [and Freeze/ Thaw]test data
i. Mxing or equiprment requirenents
j. Mellowing tine requirenents
k. Water quality test data, if non-potable source used
Table 2
Type of Soil Maxi mum Al | onabl e Wi ght Loss After 12 Wet-Dry
Stabilized or Freeze- Thaw Cycl es Percent of Initia

Speci nen Wi ght

Silt 8
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Table 2

Type of Soil Maxi mum Al | owabl e Wi ght Loss After 12 Wet-Dry
Stabilized or Freeze- Thaw Cycl es Percent of Initia

Speci men Wi ght

d ays 6
[ The in situ soil or compacted fill shall be nodified with line at a rate of
[ ] percent to [__ ] percent per dry unit weight of soil.]

PART 3 EXECUTI ON

3.

Rk Ik kR IR R R Sk O ke S O R R Rk Rk R S O R R R O kS I O I R IR Rk o O o

NOTE: The desi gner shoul d consider in which
application nethods are all owed potential health and
safety issues associated with |inme dust. Breathing
the dust nay cause respiratory issues, safety issues
related to visibility both on and off the site, and
complaints fromoff site due to dust settlenent at
nearby facilities. Use of quicklinme can increase
health risks, but can be of use for drying existing
materials if the site is too wet. |If a significant
amount is lost it can affect the total anount
applied and result in inadequate naterials to
achieve the design intent. Dry application may al so
lead to greater variability in the rate of
application. Application as a slurry nay reduce the
nunber of construction steps required and give a
nore uni formapplication. Use of a pulvimxer to

i ncorporate either a dry material or slurry should

be consi dered where avail abl e.
EIR IR R b R R I I I I IR I I I I I R R S I I IR I R I I I I R R S I R I I IR R R I S b b b E b b I b I b I b b b b b I I 3 I b b b I

1 LI ME [ STABI LI ZATI ON] [ MODI FI CATI ON] M XTURE

The subgrade material to be [stabilized] [nodified] shall be thoroughly

pul verized and,[ when linme is applied in the dry state,] the mx shall be
thoroughly bl ended at a npisture content bel ow optimum After blending is
conpl eted, the proportions of the mxture shall be in accordance with the
approved nmix design. After blending, water shall be added into the dry m x
in anpbunts necessary to bring the noisture content to a m ni mum of [ 3]
[ ] percent above optinmum Control field noisture content within plus
(21 1 Jor mnus [1] [__ ] percent of optimum \When the [stabilized]
[modi fied] course is constructed in nore than one | ayer, clean the
previously constructed | ayer of |oose and foreign matter by sweeping with
power sweeper or power brooms, except that hand broons nmay be used in areas
where power cleaning is not practicable. Provide adequate drai nage during
the entire construction period to prevent water fromcollecting or standing
on the area to be [stabilized] [nodified] or on pulverized, mxed, or
partially mxed material. Provide line and grade stakes as necessary for
control. Place grade stakes in lines parallel to the centerline of the
area under construction and suitably spaced for string lining.
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3.

2 OPERATI ON OF BORROW PI TS

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: Designer should determine if onsite borrow
sources for materials are available and if
sufficient quantities required are available from
desi gnat ed borrow sources

Rk Rk kR IR R R I kO ke S O R AR Rk R R R Rk O ok O I R R I O I b R R o

[Borrow pits shall be cleared, stripped and excavated in a manner that
exposes vertical faces of the deposit for suitable working depths. Strata
of unsuitable materials overlying or occurring in the deposit shall be
wast ed. Methods of operating pits and the processing and bl endi ng of
materials may be changed or nodified if necessary to obtain materi al
conform ng to the specified requirenents. Upon conpletion of the work,
pits shall be conditioned to drain readily, and be left in a satisfactory
condition as determined by the Governnent.] [Obtain borrow material from
of fsite sources.]

.3 PREPARATI ON OF AREA TO BE [ STABI LI ZED] [ MODI FI ED]

Clean the area of debris, roots, thrash, organic and other deleterious
materials. The area will be inspected for adequate conpaction and shall be
capabl e of withstandi ng, w thout displacenment, the conpaction specified for
the soil-linme mxture. Debris and renoved unsatisfactory in-place materia
shal | be di sposed of as specified.

. 3.1 In-Place Material to be [Stabilized] [Modified]

Grade the entire area to conformto the lines, grades, and cross sections
shown in the drawi ngs prior to being processed. Soft or yielding subgrade
areas shall be nade stable before construction is begun. Unsatisfactory
materi al shall be renmoved and repl aced as directed by the Governmnent.

. 3.2 In-Place Material to Receive [Stabilized] [Modified] Course

[Correct soft, yielding areas and ruts or other irregularities in the
surface. The material in the affected areas shall be | oosened and

unsati sfactory material removed. Add approved material where directed.

The area shall then be shaped to |line, grade, and cross section, and shal
be compacted to the specified density.] [Subgrade shall conformto Section
31 00 00 EARTHWORK. ]

.3.3 Grade Control

Excavate underlying material to sufficient depth for the required
[stabilized][nodified]-course thickness so that the finished [stabilized]
[nodi fied] course with the subsequent surface course will neet the fixed
grade. Finished and conpleted stabilized area shall conformto the lines,
grades, cross section, and dinmensions indicated.

.4 | NSTALLATI ON
4.1 M xed | n-Pl ace Met hod

.4.1.1 Scarifying and Pul verizi ng of Soi

Prior to application of |line, the soil shall be scarified and pul veri zed
[to the depth shown] [to a depth of [ ] mr inches]. Scarification
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shall be controlled so that the |ayer beneath the layer to be treated is
not disturbed. Depth of pulverizing shall not exceed the depth of
scarification.

.4.1.2 Application of Line

Shape pul verized material to approximately the cross section indicated.
Apply linme so that when uniformy mxed with the soil, the specified |ine
content is obtained, and a sufficient quantity of lime-treated soil is
produced to construct a conpacted |line-treated course conformng to the
lines, grades, and cross section indicated. Line shall be spread only on
areas where the m xing operations can be conpleted during the sane work
shift or day.[ Use nmechanical spreaders in applying bulk linme.] [ Apply
lime as a slurry, and use distributors in applying slurry.] If limeis
spread by hand, the bags shall be spotted accurately on the area being
stabilized so that when the bags are opened the linme will be dunped and
spread uniformy on the area being processed. Linit hand spreading to
areas inaccessible to nechani cal spreaders. No equi pnent, except that used
in spreading and ni xing, shall pass over the freshly applied Iine.

.4.1.3 Initial M xing

Mx the Iinme and soil imrediately after the |ime has been distributed.
Initial mxing shall be sufficient to alleviate any dusting or wetting of
the lime that might occur in the event of wind or rainstorms. This may be
acconpl i shed several days in advance of the final application and m xi ng.

.4.1.4 \Water Application and Mdist MXing

Determ ne noisture content of the mixture in preparation for final mxing.
Moisture in the mxture following final mxing shall not be Iess than the
wat er content deternined to be optimum based on dry weight of soil and
shal | not exceed the opti mumwater content by more than [2] [__ ]
percentage points. Water may be added in increnents as |large as the

equi prent will permt; however, such increnent of water shall be partially
incorporated in the mx to avoid concentration of water near the surface.
After the last increment of water has been added, continue mxing until the
water is uniformy distributed throughout the full depth of the m xture,
including satisfactory noisture distribution along the edges of the
section. Soil shall be mxed in two stages, allowing for an intervening 24
to 48 hour nellowi ng period. The [stabilized] [nodified] m xture should
nel |l ow sufficiently to allow the chem cal reaction to alter (break down)
the material. The duration of this nellow ng period shall be identified in
the m x design and shoul d be based on soil type. After mellow ng, the soi
shal | be rem xed before comnpaction

.4.1.5 Confi ned Areas

In areas inaccessible to machinery, excavate soils to be [stabilized]

[modi fied] and nove to an area where machi ne m xi ng may be perforned,
processed, and placed back in the original location. Place material inits
final location within 24 hours of initial mxing, and prior to final mxing
and conpacti on.

. 4.2 Edges of [Stabilized] [Mdified] Course
Pl ace approved material along the edges of the [stabilized] [nodified]

course in a quantity that will conpact to the thickness of the course being
constructed, or to the thickness of each layer in a nultiple-layer course,
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allowing at least a 300 mr 1 foot width of the shoulder to be rolled and
compacted simultaneously with the rolling and conpacting of each |ayer of
the [stabilized] [nodified] course.

.4.3 Central - Pl ant Met hod

Provide a plant capable of producing a uniformline-treated nixture at the
specified linme and noisture contents. Haul the mixture to the job in
trucks equi pped with protective covers. Underlying course shall be

t horoughly noi stened and the m xture then placed on the prepared area in a
uniformlayer with nmechanical spreaders. The |ayer shall be uniformin

t hi ckness and surface contour; and the conpl eted | ayer, after conpacti on,
shall conformto the required grade and cross section.

4.4 Travel i ng- Pl ant Met hod

Traveling plant shall nove at a uniformrate of speed and shall acconplish
thorough m xing of the materials in one pass. Deliver water and linme from
supply trucks or bins at a predetermned rate. Wndrows of prepared
soil-lime mxture shall cover a predeterm ned width to the indicated
compact ed t hi ckness.

.4.5 Layer Thi ckness

Conpact ed thickness of the [stabilized] [nodified] course shall be [as
indicated] [[___ ] mr inches]. No layer shall be nore than 200 mr 8 inches
or less than 75 mr 3 inches in conpacted thickness.

.4.6 Conpacti on

Bef ore conpacti on operations are started and as a continuation of the

m xi ng operation, the mxture shall be thoroughly | oosened and pul verized
to the full depth. Start conpaction imediately after final mxing is
conpleted. During final conpaction noisten the surface, if necessary, and
shape it to the required lines, grades, and cross section. Density of
conpacted mixture shall be at least [90] [__ ] percent of |aboratory
maxi mum density. Begin rolling at the outside edge of the surface and
proceed to the center, overlapping on successive trips at |east one-half
the width of the roller. Mke alternate trips of the roller slightly
different lengths. At all times, the speed of the roller shall not cause
di spl acenment of the m xture to occur. Conpact areas inaccessible to the
rollers with nechani cal tanpers; shape and finish the areas by hand nethods.

4.7 Fi ni shi ng

Finish the surface of the top layer to the grade and cross section shown.
The surface shall be of uniformtexture. Light blading during rolling may
be necessary for the finished surface to conformto the |ines, grades, and
cross sections. |If for any reason the surface becones rough, corrugated,
uneven in texture, or traffic-marked prior to conpletion, the

unsati sfactory portions shall be scarified, rewrked, relaid, or replaced
as directed. |If any portion of the course, when |laid, beconmes watersoaked
for any reason, that portion shall be renoved i mediately, and the mx
placed in a wi ndrow and aerated until a noisture content within the lints
specified is obtained; and then spread, shaped, and rolled as specified
above.
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3.4.8 Construction Joints
At the end of each phase of construction, forma straight transverse
construction joint by cutting back into the conpleted work to forma true
vertical face free of | oose or shattered material. WMaterial along
construction joints not properly conpacted shall be renoved and repl aced
with soil-lime mxture that is mxed, mnpistened, and conpacted as specifi ed.

3.4.9 Curing and Protection

I mredi ately after the soil-line area has been finished as specified above,

the surface shall be protected against rapid drying for 7 days by the
application of a bitum nous material.

Rk Ik kb I IR R R I kO e S R R ARk Rk R Rk O ok O O kR SRR I b R R R o

NOTE: The application tenperatures will be sel ected
fromthe following table and inserted in the bl anks:
Degrees C
Cut back asphalt:
MC- 30 29- 87
MC- 70 50- 107
RC70 50- 90
RC- 250, MC- 250 65- 105
RC- 800, MC-800 80- 125
Enul sified asphalt:
RS- 1 25-55
RS- 2 45-70
Ss-1 20-70
Degrees F
Cut back asphalt:
MC- 30 85-190
MC- 70 125- 225
RC- 250, MC- 250 145- 220
RC- 800, MC-800 180- 255
Enul si fied asphalt:
RS- 1 75- 130
RS- 2 110- 160
SS-1 70- 160
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Uniformy apply bitum nous materi al
within a tenperature range of | ] to | ] degrees C[__
[ ] degrees F. Bitumnous material shall be applied in quantities of

not |less than 0.45 L/square neter 0.1 gallon/square yard nor nore thanl. 13
L/ square neter 0.25 gallon/square yard. Areas inaccessible to or m ssed by
the distributor shall be properly treated using the manual |y operated hose

by nmeans of a bitum nous distributor
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attachnent. Apply bitum nous naterial only to the top layer. At the tine
the bitum nous material is applied, the surface of the area shall be free
of loose or foreign matter and shall contain sufficient noisture to prevent
excessive penetration of the bitum nous material. Wen necessary, sprinkle
the area i medi ately before the bitum nous material is applied. Treated
surface shall be [sanded] [dusted] [ ] to prevent the bitum nous
material from being picked up by traffic.

.5 SAMPLI NG AND TESTI NG
.5.1 Ceneral Requirenents

Perform sanpling and testing using an approved commrercial testing

| aboratory or facilities furnished by the Contractor. W rk requiring
testing will not be permtted until the facilities have been inspected and
approved. The first inspection will be at the expense of the Contractor.
Cost incurred for any subsequent inspection required because of failure of
the facilities to pass the first inspection will be charged to the
Contractor. Performtests in sufficient nunbers and at the |ocations and
times directed to ensure that materials and conpacti on neet specified
requirenents. Furnish certified copies of the test results to the
Contracting Oficer within 24 hours of conpletion.

.5.2 Resul ts

Results shall verify that the material conplies with the specification.
VWhen [the source of materials is changed] [deficiencies are found], repeat
the initial analysis including mx design studies if the material source is
changed, and retest the material already placed to deternine the extent of
unacceptable material. Replace all in-place unacceptable material.

.5.3 Sanpl i ng

Take all aggregate sanples for |laboratory testing in accordance with
ASTM D 75/ D 75N. Take sanples of lime in accordance with ASTM C 50.
Prepare speci nens for the unconfined conpression tests in accordance with
ASTM D 1632.

.5.4 Si eve Anal ysis

Before starting work, test one sanple of material to be [stabilized]
[nmodified] in accordance with ASTM C 136 and ASTM D 422 on sieves
conformng to ASTM E 11. After the initial test, performa mnininmmof one
analysis for each [1000] [__ ] metric tons [1000] [__ ] tons of
material placed, with a mninmmof three anal yses for each day's run unti
the course is conpleted.

.5.5 Liquid Limt and Plasticity Index

Performone liquid linmt and plasticity index for each sieve analysis.
Liquid limt and plasticity index shall be in accordance with ASTM D 4318.

.5.6 Chemi cal Anal ysis

Test lime for the specified chemical requirenments in accordance with
ASTM C 25.
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3.

6 FI ELD QUALI TY CONTRCL

Provide a noisture-density relationship for the lime-soil mxture fromthe
tests. Results of field quality control testing shall verify that
materials conmply with this specification. Wen a material source is
changed, [test the new nmaterial for conpliance] [ ]. Wen deficiencies
are found, the initial analysis shall be repeated and the material already
pl aced shall be retested to determ ne the extent of unacceptable material.
Al'l in-place unacceptable material shall be replaced or repaired, as
directed by the Contracting Oficer, at no additional cost to the

Gover nment .

.6.1 Treat ment Dept h Checks

The depth of stabilization shall be measured at a frequency intervals for
each of [[250] [__ ] square nmeters ([250] | ] square yards)] [[250]
_____ ] square yards] of [stabilized] [nodified] course. Measurenents
shall be nade in test holes soil by spraying with a pH indicator such as
phenol pht hal ei n. Phenol pht hal ei n changes fromclear to red between pH 8.3
and 10. The color change indicates the location of the bottom of the

m xi ng zone. Oher pH indicators can nmeasure higher pH levels if there is
reason to suspect that inadequate |ine has been mixed into the soil

.6.2 Thi ckness Contr ol
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NOTE: When subgrade courses are constructed | ess
than 150 nm (6 inches) in total thickness, a
deficiency of 13 nm (1/2 inch) in thickness is

consi dered excessive. Applicable to job conditions,
t hi ckness tol erance provisions may be nodified as
required, restricting all deficiencies to not over 6
mm (1/4 inch).
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Conpl et ed t hicknesses of the [stabilized] [nodified] course shall be within
[13] [6] mr [1/2] [1/4] inch of the thickness indicated. Were the
nmeasured thickness of the [stabilized] [nodified] course is nore than [13]
[6] mv [1/2] [1/4] inch deficient, correct such areas by scarifying, adding
m xture of proper gradation, reblading, and reconpacting as directed.

Where the nmeasured thickness of the [stabilized] [nodified] course is nore
than [13] [6] mr [1/2] [1/4] inch thicker than indicated, it shall be
considered as conformng to the specified thickness requirenent. Average
job thickness shall be the average of all thickness neasurenents taken for
the job, but shall be within 6 mr 1/4 inch of the thickness indicated.

Thi ckness of the [stabilized] [nodified] course shall be neasured at

i nterval s which ensure one neasurenent for each [250] [ ] square neters
[250] [__ ] square yards of [stabilized] [nodified] course. Measurenents
shall be made in 75 nmm 3 inch dianmeter test holes penetrating the
[stabilized] [nodified] course.

.6.3 Field Density

Determine field in-place density in accordance with [ ASTM D 1556] [

ASTM D 2167] [ASTM D 6938]. [Wen ASTM D 6938 is used, the calibration
curves shall be checked, and adjusted if necessary, using the sand cone
met hod as described in paragraph Calibration of the ASTM publi cati on.]
ASTM D 6938 may be used to determ ne both the wet unit weight and the
noi sture content of the soil. The calibration curves furnished with the
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noi sture gauges shall be checked along with density calibration checks as
described in ASTM D 6938. |If ASTM D 6938 is used, in-place densities shal
be checked by ASTM D 1556 at |east once per lift and at a frequecy not to
exceed one test under ASTM D 1556 per [8] [__ ] tests perforned under
ASTM D 6938. Furnish calibration curves and calibration tests results to
the Contracting Oficer within 24 hours of conclusion of the tests.
Performat |east one field density test for each [250][__ ] square neters
[250] [__ ] square yards of each layer of [stabilized] [nodified]

mat eri al .

.6.4 Snoot hness Test

The surface of a [stabilized] [nodified] |ayer shall show no deviations in
excess of 13 mm 1/2 inch when tested with the [3.05] [3.66] nmeter [10-]
[12-] foot straightedge. Deviations exceeding this amount shall be
corrected by renmpving material and replacing with new material, or by
reworki ng existing material and conpacting, as directed. Take neasurenents
for deviation fromgrade and cross section shown in successive positions
parallel to the pavement centerline with a [3.05] [3.66] nmeter [10-] [12-]
foot straightedge. Measurenents shall also be taken perpendicular to the
pavenent centerline at [15] [__ ] meter [50-] [ ] foot intervals.

T TRAFFI C

Conpl eted portions of the Iine-treated soil area nay be opened to light
traffic after a period of 3 days if cured with a bitum nous materia
provided the curing is not damaged. After the curing period has el apsed,
conpl eted areas may be opened to all traffic, provided the [stabilized]

[ modi fi ed] course has hardened sufficiently to prevent narring or
distorting of the surface by equiprment or traffic. Heavy equipnent is not
permitted on the area during the curing period. [Lime and water may be
haul ed over the conpleted area with pneumatic-tired equi pnent if
approved.] Protect finished portions of linme-[stabilized] [nodified] soil
that are travel ed on by equi pnent used in constructing an adj oi ni ng
section, in a manner to prevent equiprment frommarring or danmagi ng
conpl et ed work

. 8 MAI NTENANCE

Maintain [stabilized] [nodified] area in a satisfactory condition until the
conpl eted work is accepted. Maintenance shall include inmediate repairs of
any defects and shall be repeated as often as necessary to keep the area
intact. Correct defects as specified herein

.9 Dl SPOSAL OF UNSATI SFACTORY MATERI ALS

Renoved in-place materials that are unsuitable for stabilization, materia
that is removed for the required correction of defective areas, waste
material, and debris shall be disposed of [as directed] [in waste di sposa
areas indicated].

-- End of Section --

SECTION 32 11 29 Page 21



