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FI BERGLASS RElI NFORCED PLASTI C ( FRP) LADDERS
05/18

NOTE: This guide specification covers fiberglass
reinforced plastic (FRP) |adders, custonarily
manufactured to neet specific requirenments in
buil di ng construction and fabricated FRP itens not a
part of the structural FRP conponents or franework.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).

*% *%

PART 1

*% *% *% *% *% *% *% *% *% *% *%%

GENERAL
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Include in drawings a conpl ete design indicating the
character of the work to be perforned and giving the
following:

Location and details of each fabricated FRP | adder

conponent show ng all dimensions, shapes, and sizes
of menbers, connections, and the relation of itens

to other buil ding conponents.

Anchor age devi ces enbedded in other construction
including but not linmted to, precast concrete wal
panel s, precast concrete structural nenbers, precast
concrete roof decking, brick and bl ock masonry, and
precast stone work.
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Anchor age devices to structural steel framework,
i ncludi ng, but not linmted to, steel bar grating,
steel floor plates, and structural steel roof or
floor decking.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

This Section includes, but is not linted to, new fiberglass reinforced
pl astic (FRP) |adder systens, including safety |adder cages, nounting
systens and rel ated accessori es.

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN LADDER | NSTI TUTE (ALI)

ALl Al14.3 (2008) Standard for Fixed Ladders and
Saf ety Requirenents

AMERI CAN SOCI ETY OF Cl VIL ENG NEERS (ASCE)

ASCE 7 (2017) M ni num Desi gn Loads for Buil di ngs
and Ot her Structures

ASTM | NTERNATI ONAL ( ASTM

ASTM D1148 (2013) Standard Test Method for Rubber
Deteri orati on—bi scol oration from
Utraviolet (UY) and Heat Exposure of
Li ght - Col ored Surfaces

ASTM D2344/ D2344M (2016) Standard Test Method for Short-Beam

Strength of Polymer Matrix Conposite
Mat erials and Their Lam nates
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ASTM D4000 (2016) Standard C assification Systemfor
Specifying Plastic Materials

ASTM D430 (2006; R 2012) Standard Test Methods for
Rubber Deterioration - Dynam c Fatigue

ASTM D495 (1999; R 2004) Standard Test Method for
Hi gh- Vol t age, Low Current, Dry Arc
Resi stance of Solid Electrical Insulation

ASTM D638 (2014) Standard Test Method for Tensile
Properties of Plastics

ASTM D696 (2016) Standard Test Method for
Coefficient of Linear Thermal Expansion of
Pl astics Between -30 degrees C and 30
degrees C Wth a Vitreous Silica
Dilatometer

ASTM D790 (2017) Standard Test Methods for Flexural
Properties of Unreinforced and Rei nforced
Pl astics and Electrical Insulating

Materials

ASTM E84 (2018) Standard Test Method for Surface
Bur ni ng Characteristics of Building
Materials

NATI ONAL FI RE PROTECTI ON ASSOC!I ATI ON ( NFPA)
NFPA 101 (2018; TIA 18-1) Life Safety Code

U. S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)

29 CFR 1910. 27 Scaf f ol ds and Roope Descent Systens
29 CFR 1926 Safety and Health Regul ations for
Construction

.2  ADM NI STRATI VE REQUI REMENTS
2.1 Preinstallati on Meetings

Wthin [30] [___ ] cal endar days of Contract Award, a preinstallation
meeting will be scheduled by the Contracting Officer. Subnmit the follow ng
for review

a. Qualification of Manufacturer

b. Qualification of Engineer of Record

c. Mnufacturer's Catal og Data

Include two copies of manufacturer's specifications, |oad tables, dinension
di agrans, and anchor details for the following itens:

(1) FRP Ladders and Ladder Safety Cages

(2) Anchorage Materials
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1.

d. Fabrication and Installation Drawings and Details

I ncl ude pl ans, elevations, sections, and details of FRP fabrications and
their connections. Show anchorage and all accessory itens.

Provide tenplates for anchors and bolts specified for installation under
ot her Sections.

Provi de structural analysis data conplying with design | oads, signed and
seal ed by the qualified professional engineer responsible for their
preparation.

e. Manufacturer's Reconmendati ons

Provi de shipping, handling, and erection procedures, along with
instructions for care and mai ntenance after installation.

f. Manufacturer's Sanple Warranty

3 SUBMITTALS

NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmittals
required for the project.

The Guide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" GCenerally, other submittal itenms can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For subnmittals requiring Government approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Use the "S" Cassification only in SD-11 C oseout
Subnmittals. An "S" following a subnmittal item

i ndicates that the submittal is required for the
Sustai nability eNotebook to fulfill federally

mandat ed sustai nabl e requirenents in accordance with
Section 01 33 29 SUSTAI NABI LI TY REPORTI NG

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
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itemfor Arnmy projects.
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CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Government.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:
SD-01 Preconstruction Submittals
Qualification of Manufacturer
Qualification of Engineer of Record
SD- 02 Shop Drawi ngs
Fabrication and Installation Drawings and Details; C[, [ 11
SD- 03 Product Data
Manufacturer's Catalog Data; C[, | 1]
SD- 06 Test Reports
Utraviolet Testing; ¢, | 1]
Ther mal Expansion; C[, | 1]
Fl ane Spread; ¢, | 11
SD-07 Certificates
Manuf acturer's Sanple Warranty
SD- 08 Manufacturer's Instructions
Manuf acturer's Recomendati ons
SD- 11 d oseout Subnittals
Manuf acturer's Warranty
.4 QUALITY CONTROL

4.1 Qualification of Manufacturer

Fi bergl ass reinforced plastic (FRP) nmanufacturer is required to have a
mnimumof [10][__ ] years of experience in manufacturing FRP products.
A record of a mninmumof five separate, simlar installations within the
last [5] [10] [__ ] years is required.

Provi de manufacturer's warranty for all FRP products against defects in
material and workmanship for a mininumof [5] [__ ] years.[ Manufacturer
to provide evidence of |SO 9001-2000 standard certification.]
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1.4.2 Qualification of Engineer of Record

[ Ensure that the Engi neer of Record (ER)is currently licensed within the
jurisdiction of the project.

Provi de docunentation that the Engi neer of Record (ER) is approved,

aut horized, and currently licensed by the State of [__ ], and has a

m ni mum of 5 years of experience as an approved Engi neer for manufacturers
of simlar |adder systems. Supply the names and | ocations of five projects
of simlar size and scope for which the ER has provi ded engi neering

cal cul ations using the manufacturer's products submtted for this project
within the previous 3 years. Provide ER-certified engineering calcul ations
and seal ed documents for:

]

—

a. Meeting ASCE 7 requirenments in accordance with the Internationa
Bui | di ng Code

b. Fabrication and installation drawi ngs and details

= —

.5 DELI VERY, HANDLI NG, AND STORAGE

Deliver all manufactured materials in original, unbroken pallets, packages,

containers, or bundles bearing the | abel of the manufacturers, clearly

mar ked and identified relative to the conplete system Provide all

adhesi ves, resins, and their catalysts and hardeners in clearly marked or
noted crates or boxes. Store all manufactured materials in a dry indoor

facility with a constant tenperature range between 21.11 and 29. 44 degrees C
70 and 85 degrees F until they are required.

Submit manufacturer's recommendations for shipping and handling. Handle
all materials to prevent abrasion, cracking, chipping, tw sting, or other
deformati ons and other types of danage.

PART 2 PRODUCTS
2.1 SYSTEM DESCRI PTI ON

Ensure that all |adder side rails, rungs, nounting brackets, cage straps,
and rel ated safety rail systemare FRP structural shapes manufactured to
conmply with or exceed the standards identified in this Section. Provide
FRP | adders and | adder safety cages and anchorage materials, including cage
hoops, brackets, and all other structural shapes conposed of reinforced

fi berglass conponents and resin in qualities, quantities, properties,
arrangenents, and di mensions as specified in the Contract Documents.

Ensure that the conplete assenbly neets the m ni mumrequirenments of ASCE 7
and 29 CFR 1910. 27.

2.1.1 Desi gn Requi renents

Ensure that fiberglass reinforcenent is a conbination of continuous roving,
continuous strand mat, bidirectional roving mat, and surfacing veil in
sufficient quantities as required by the application, the physica

properties, or both. dearly identify conponents as specified in ASTM D4000.
Submit docunentation verifying structural integrity in relation to thernal
expansion.

Ensure that all finished surfaces of FRP itens are snooth, resin-rich, and
free of voids, dry spots, cracks, crazes or unreinforced areas. Provide a
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systemthat is conpletely covered with resin protection agai nst wear,
weat hering, and damage fromultraviolet light. Subnit ultraviolet testing
(W) results and documented protection wth:

a. Integral W inhibitors in the resin

b. A synthetic, resin-rich surfacing veil, neeting or exceeding the
requi renents of ASTM D1148.

Provi de FRP products that have a tested flanme spread rating of 25 or |ess
as specified in ASTM E84 Tunnel Test, with a | adder system neeting the
m ni mum requi renents of ASTM D430 and ASTM D495.

Provi de 316 stainless steel bolts for attaching | adder cage vertical bars
to hoops, |adder hoops to brackets, |adder cage brackets to the | adder
wal | brackets to the | adder, and landing safety rails to the system
Mechani cally attach all rungs to the | adder with 18-8 stainless-stee
rivets, and chenically bond with resin.

Al'l | adder and cage components are to be integrally pignmented yellow Al
wal | and vertical rail base nount brackets are to be Iight gray.

. 1.2 Per f or mance Requi renents

Provide structural shapes in the | adder system neeting m ni nrum | ongi t udi na
mechani cal properties as foll ows:

Tensile Strength ASTM D638 2.068427e+008 pasca
Tensil e Modul us ASTM D638 1. 723689e+010 pasca
Fl exural Strength ASTM D790 2.068427e+008 pasca
Fl exural Modul us ASTM D790 1.241056e+010 pasca
Fl exural Mdul us-Full Section 1. 930532e+010 pasca
Short Beam Shear ASTM D2344/ D2344M 3.102641e+007 pasca
Shear Modul us- Transver se 3.102641e+009 pasca
Coefficient of Thernmal ASTM D696 2.032e-005 cmcmm

Expansion

Fl ane Spread ASTM E84 2.032e-005 cmcmm

Tensile Strength ASTM D638 30,000 ps

Tensil e Modul us ASTM D638 2,500, 000 ps
Fl exural Strength ASTM D790 30,000 ps
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Fl exural Modul us ASTM D790 1, 800, 000 ps

Fl exural Modul us- Ful | 2,800, 000 ps
Section

Short Beam Shear ASTM D2344/ D2344M 4,500 ps
Shear Modul us- Transver se 450, 000 ps
Coef ficient of Thernal ASTM D696 0. 000008 in/in/F
Expansion

Fl ane Spread ASTM E84 25 or less

2.1.2.1 Structural Performance of Ladders

Provi de | adders capable of withstanding the effects of gravity | oads as
specified in ASCE 7 and the International Building Code, as well as | oads
and stresses within limts and under conditions specified in 29 CFR 1910. 27
and ALl A1l4.3.

Provide | adders that to support a concentrated vertical |oad of 34.02 kg
[1200] [___] pounds applied at m d-span of the rung.

2.1.2.2 Ther mal Mbvenents

Provide exterior metal fabrications that withstand thermal novenents
resulting from naxi mum change (range) between 49 degrees C 120 degrees F,
anmbi ent, and 83 degrees C 180 degrees F, naterial surface. Specifically,
prevent buckling, opening of joints, overstressing of conmponents, failure
of connections, and other detrimental effects.

2.1.2.3 Saf ety Performance of Ladders

Provide a | adder systemthat fully conplies with NFPA 101, OSHA
29 CFR 1910.27, and ALI Al14.3 for distance between rungs, cleats, and steps
and for mninmum cl earances for cages and cli nmbi ng space.

2.2 COMPONENTS
2.2.1 Ladders

Fabricate | adder side rails of a continuous pultruded, 4.5 cm1 3/4 inch
square tube with a minimumwal |l thickness of 0.635 cm 1/4 inch or greater
Fabricate | adder rungs to be 3.175 cm1 1/4 inch dianeter pultruded
structural shapes, continuously fluted to provide a nonslip surface. Rungs
that are gritted as a secondary operation are not pernmitted. Fit the rungs
in the centerline of the side rails.

Fabricate | adder walls and floor nmounts from pul truded angl es, 0. 953 3/8 inch
m ni mum t hi ckness. Mechanically attach all |adder rungs to | adder side
rails by use of stainless-steel rivets and a chemi cal bond of epoxy.

Protect all pultruded | adder conmponents fromultraviolet (UV) attack by
providing integral UV inhibitors in the resin and a synthetic surfacing
veil to help produce a resin-rich surface

[2.2.2 Ladder Safety Cages
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NOTE: Include the following for projects requiring
| adder safety cages.
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Provide primary hoops at the top and bottom of the safety cage, with
spacing no nore than 6 m 20 feet on center. Provide secondary internedi ate
hoops with spacing no nore than 1200 nm 48 i nches on center between primary
hoops.

Ensure that safety cage vertical bars are 3.81 cm1 1/2 inches wi de by 1.59
cm 5/ 8 inch pultruded |I-beam shapes and offer protection to workers from
exposed hardware. Ensure that safety cage hoops and brackets are

manuf actured by the open-nold hand-1ay-up process. Ensure that all cage
hoops are a mninum 7.62 cm 3 inches wide by 0.635 cm 1/4 inch thick

] PART 3  EXECUTI ON
3.1  INSTALLATION

Install fabricated FRP work in accordance with the approved detail draw ngs
and descriptive data for each itemof fabricated FRP, in conformance with
29 CFR 1926, and as specifi ed.

Assenbl e and install |adder systens and all conponents in strict accordance
with the manufacturer's assenbly docunentation. Seal cut or drilled
surfaces in accordance with the manufacturer's instructions. Provide
adequate ventilation during all drilling, cutting, and resin application
procedures.

3.1.1 Fabrication

Ensure that the design and | ayout of |adders and safety cages conplies with
ALl Al14.3 and OSHA 29 CFR 1910.27. Ensure that all |adder rungs penetrate
the tube side wall of the |ladder rails. Provide |adder rung connections
that are both chemically | ocking epoxy and nmechanically | ocking rivets.

Ful ly shop-assenbl e | adders. Test-assenble safety cages; drill and fit to
ensure proper field assenbly. Leave safety cage brackets attached with
bolts to the | adder for shipping, but disassenble |adder cage conponents.
Package and ship each set of cage conponents with each respective | adder.

Fi el d-attach hoops to the brackets. Seal all cut, machined edges, holes,
and notches to provide nmaxi mum corrosion resistance. Coat all
field-fabricated cuts in accordance with the nanufacturer's instructions.

3.1.2 Fastening to Construction-In-Place

Provi de anchorage devices and fasteners where necessary for fastening
fabricated FRP itens to construction-in-place. Provide threaded fasteners
for concrete inserts enbedded in cast-in-place concrete; masonry anchorage
devi ces and threaded fasteners for solid masonry and concrete-in-place;
toggle bolts for hollow nmasonry and stud partitions; through-bolting for
masonry and wood construction; lag bolts and wood screws for wood
construction; and connections for structural steel
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3.2 CLOSEQUT ACTIVITI ES

3.2.1 Manuf acturer's Warranty

Submit [ ] copies of manufacturer's warranty [30][ ] cal endar days
before final inspection.

-- End of Section --
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