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NOTE: This gui de specification covers the

requi renents for field nolded sealants in sealing or
resealing joints in rigid pavenments on airfields,
roads, streets, and other areas.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel conme and shoul d be
submitted as a Criteria Change Request (CCR.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

PART 1 GENERAL
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NOTE: |In preparing contract specifications for
concrete pavenents the designer will use UFC
3-250-04 Standard Practice for Concrete Pavenents.
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1.1 UNI T PRI CES

NOTE: Delete this paragraph when | unp sum bi ddi ng
i s used.
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1.1.1 Measurement

Determ ne the quantity of each sealing itemto be paid for by actua
measur enent of the nunber of linear meters feet of in-place material that
has been approved by the Contracting Oficer

1.1.2 Payment
Payment will be made at the contract unit bid prices per linear neter foot
for the sealing itens scheduled. The unit bid prices will include the cost

of all labor, materials, and the use of all equipnment and tools required to
conpl ete the work

1.2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL ( ASTM

ASTM C1016 (2014) Standard Test Method for
Determinati on of Water Absorption of
Seal ant Backing (Joint Filler) Material

ASTM D5893/ D5893M (2016) Standard Specification for Cold
Appl i ed, Single Conmponent, Chemcally
Curing Silicone Joint Sealant for Portland
Cement Concrete Pavenents

ASTM D6690 (2015) Standard Specification for Joint
and Crack Seal ants, Hot Applied, for
Concrete and Asphalt Pavenents

ASTM D789 (2015) Determi nation of Relative Viscosity
and Moi sture Content of Pol yam de (PA)
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U S. ARMY CORPS OF ENG NEERS ( USACE)

CCE CRD-C 525 (1989) Corps of Engineers Test Method for
Eval uation of Hot-Applied Joint Seal ants
for Bubbling Due to Heating

U. S. GENERAL SERVI CES ADM NI STRATI ON ( GSA)
FS SS-S- 200 (Rev E; Am1; Notice 1) Seal ant, Joint,
Two- Conponent, Jet- Bl ast - Resi st ant,
Col d- Applied, for Portland Cenment Concrete
Pavement

1.3 SUBMITTALS
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NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident Office; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Use the "S" classification only in SD-11 C oseout
Subnmittals. The "S" following a submittal item

i ndi cates that the submittal is required for the
Sustai nability eNotebook to fulfill federally

mandat ed sustai nabl e requirenents in accordance with
Section 01 33 29 SUSTAI NABI LI TY REPORTI NG

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval . ][information only. Wen used, a designation following the "G
designation identifies the office that will review the submittal for the
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1

1

Government.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the following in accordance with Section 01 33 00
SUBM TTAL PROCEDURES
SD- 03 Product Data

Manuf acturer's Recommendations; C[, [ 11.
Equipment.

SD- 04 Sanpl es
Materials; ¢, [ 11.
SD-06 Test Reports
Certified Copies of the Test Reports; C[, [ 1].
4 QUALI TY ASSURANCE

4.1 Test Requirenents

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Select the applicable statenent for testing
and determ ning specification conpliance and del ete
the inapplicable statenent. The first statenment

will be selected for all projects except where the
project is less than 200 liters 50 gallons or 200 kg
500 pounds of material. Wen the project requires

| ess than 200 liters 50 gallons or 200 kg 500 pounds
of sealant, the first statenent can be del eted and

t he seal ant and back-up material may be accepted on
certified certificate which contains the test data
showi ng conpliance with the |aboratory test

requi renents. The cost of testing can be obtained
fromUS. Arny Corps of Engineer Division
Laboratories or Waterways Experinment Station

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

Test the joint sealant and backup or separating material for conformance
with the referenced applicable material specification. [The materials wll
be tested by the Governnent. No material shall be used at the project
prior to receipt of witten notice that the materials neet the |aboratory
requirenents. The cost of the first test of sanples will be borne by the
Governnment. If the sanples fail to neet specification requirenents,
replace the materials represented by the sanple and test the new materials
at the Contractor's expense.] [Performtesting of the materials in an
approved i ndependent |aboratory and subnit certified copies of the test
reports for approval [ ] days prior to the use of the materials at the
job site. Sanples will be retained by the Governnent for possible future
testing should the material s appear defective during or after

application.] Conformance with the requirenents of the | aboratory tests
specified will not constitute final acceptance of the materials. Fina
acceptance will be based on the perfornance of the in-place materials.
Subnmit sanples of the materials (sealant, priner if required, and backup
material), in sufficient quantity for testing and approval [__
prior to the beginning of work. No material will be allowed to be used
until it has been approved.
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1.4.2 Trial Joint Seal ant Installation

Prior to the cleaning and sealing of the joints for the entire project,
prepare a test section at |east 60 m 200 feet |ong using the specified

mat eri al s and approved equi pnent, so as to denonstrate the proposed joint
preparation and sealing of all types of joints in the project. Follow ng
the conpletion of the test section and before any other joint is sealed,

i nspect the test section to deternine that the materials and installation
meet the requirenments specified. |If it is determined that the materials or
installation do not neet the requirenents, renove the nmaterials, and
reclean and reseal the joints at no cost to the Governnent. \Wen the test
section neets the requirenents, it nay be incorporated into the pernmanent
work and paid for at the contract unit price per linear foot for sealing
itens schedul ed. Prepare and seal all other joints in the manner approved
for sealing the test section.

1.5 DELI VERY, STORAGE, AND HANDLI NG
I nspect materials delivered to the job site for defects, unload, and store
themwith a mininumof handling to avoid damage. Provide storage

facilities at the job site for maintaining materials at the tenperatures
and conditions recomended by the manufacturer.

1.6 ENVI RONVENTAL REQUI REMENTS
The anbient air tenperature and the pavenent tenperature within the joint
wal | shall be a m nimum of 10 degrees C 50 degrees F and rising at the tinme
of application of the nmaterials. Do not apply sealant if noisture is
observed in the joint.

PART 2 PRODUCTS

2.1 SEALANTS

NOTE: Select joint sealants based on the proposed
use and | ocal experience. ASTM D6690 (Type Il or
Type I11) seal ants shoul d be specified for areas
that will not receive fuel spillage, engine bl ast
and heat exposure (i.e., areas where aircraft warm

up their engines.) Type Il sealant conforns to the
di sconti nued ASTM D3405 requi renents. Type |1
contains all of the requirenents of Type Il and has

addi ti onal requirements for a water i mersed bond
test and an oven-aged resilience test as required by
SS-S-1401C.  ASTM D6690 (Type Il or Type II1)

seal ants are normally used on roadways, vehicle
parking lots, and on sone aircraft taxiways. ASTM
D7116 seal ants shoul d be specified for areas that
will receive fuel spillage but not heat or engine

bl ast exposure. ASTM D6690 seal ants must be tested
in accordance with COE CRD-C 525 in addition to the
appropriate specification.

This testing is required due to bubbling tendencies
of hot-applied seal ants when used in PCC joints. FS
SS-S-200 Type H (hand-nix) or Type M (nmachine m x)
seal ants should be specified for areas that are
subject to fuel spillage, heat or engine blast. FS
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SS-S-200 sealants are nornally used in aircraft warm
up areas, the first five hundred feet of runways,
and sone aircraft parking aprons. For |arge
projects, FS SS-S-200 Type Mis generally specified
and Type His generally specified for snal

proj ects; however, either is acceptable. The tack
free tinme for the Type Mmaterial is shorter than
the Type H material, so if an area needs to be
reopened qui ckly, Type M seal ant shoul d be

speci fied. ASTM D5893/D5893M seal ants may be
specified in place of ASTM D6690 seal ants. ASTM
D5893/ D5893M covers silicone seal ants that provide
i mproved life-cycle cost benefits.
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Materials for sealing cracks in the various paved areas indicated on the
drawi ngs shall be as foll ows:

Area Seal ing Materi al

[ASTM D6690, Type Il and COE CRD-C 525]

[ASTM D6690, Type Il and COE CRD C 525]

[FS SS-S-200 Type M and COE CRD- C 525]

[FS SS-S-200 Type H and COE CRD- C 525]

OO0 L

[ ASTM D5893/ D5893M

.2 PRIMERS

When priners are recomended by the manufacturer of the seal ant, use them
in accordance with the recomendati on of the manufacturer

.3 BACKUP MATERI ALS

NOTE: The use of a bond breaki ng separation tape or
backup material in the joint may prevent an adverse
reacti on between inconpatible materials, maintain
the desired configuration (shape factor of the
material), and act as a bond breaker to prevent
excessi ve stresses from being placed on the seal ant
during paverment novenent. Therefore, the separating
or backup material should be carefully selected and
installed to forman effective and durabl e support
for the sealant. Separating or blocking nedia
shoul d be placed to a depth bel ow the pavenent
approxi mately equal to the width of the joint. This
is to achieve a shape factor (ratio of the depth of
the sealant to the width of the joint) of 1. ASTM
D5893/ D5893M seal ants sonetimes require a shape
factor of 0.5 instead of 1. This is equivalent to a
wi dt h-to-depth ratio of 2:1 and will require the
standard joint detail to be nodified. |If a ASTM
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D5893/ D5893M seal ant is to be used the placenent
depth of the bond breaking separating tape or backup
materi al shoul d be adjusted accordingly. Draw ngs
shoul d be included in the contract drawings to

i ndi cate application details.

*% *% *% *% *% *% *% *% *% *% *% *%%

Provi de backup material that is a conpressible, nonshrinking, nonstaining,
nonabsorbing material, nonreactive with the joint sealant. The materia
shall have a nelting point at |east 3 degrees C5 degrees F greater than
the pouring tenperature of the seal ant being used when tested in accordance
with  ASTM D789. The material shall have a water absorption of not nore
than 5 percent of the sanple weight when tested in accordance with

ASTM C1016. Use backup nmaterial that is 25 plus or minus 5 percent |arger
in diameter than the nonminal wi dth of the crack

2.4 BOND BREAKI NG TAPES

Provi de a bond breaking tape or separating nmaterial that is a flexible,
nonshri nkabl e, nonabsorbi ng, nonstaining, and nonreacting adhesive-backed
tape. The nmaterial shall have a nelting point at |least 3 degrees C5
degrees F greater than the pouring tenperature of the seal ant being used
when tested in accordance with ASTM D789. The bond breaker tape shall be
approximately 3 mm 1/8 inch wider than the nominal width of the joint and
shall not bond to the joint seal ant.

PART 3 EXECUTI ON
3.1 EXECUTI NG EQUI PMENT

Machi nes, tools, and equi pnent used in the performance of the work required
by this section shall be approved before the work is started maintained in
satisfactory condition at all tinmes. Submit a list of proposed equi pnent
to be used in performance of construction work including descriptive data,
[ ] days prior to use on the project.

3.1.1 Joi nt C eani ng Equi prment
3.1.1.1 Tract or - Mount ed Routing Too

Provide a routing tool, used for renoving old sealant fromthe joints, of
such shape and di nensions and so nounted on the tractor that it will not
damage the sides of the joints. The tool shall be designed so that it can
be adjusted to renove the old material to varying depths as required. The
use of V-shaped tools or rotary inpact routing devices will not be
permitted. Hand-operated spindle routing devices may be used to clean and
enl arge random cr acks.

3.1.1.2 Concrete Saw
Provide a self-propelled power saw, with water-cool ed di anond or abrasive
saw bl ades, for cutting joints to the depths and wi dths specified or for
refacing joints or cleaning sawed joi nts where sandbl asti ng does not
provide a clean joint.

3.1.1.3 Sandbl asti ng Equi prent

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk

NOTE: Sandbl asting equipnment with a 6 mm 1/4 inch
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nozzle requires at least 65 liters per second 137
cubic feet per nminute of air to function
efficiently. A larger nozzle would not serve any
useful purpose in cleaning joints.

*% *% *% *% *% *% *% *% *% *%%

Include with the sandbl asting equi pnent an air conpressor, hose, and

| ong-wearing venturi-type nozzle of proper size, shape and opening. The
maxi mum nozzl e openi ng shoul d not exceed 6.4 mm 1/4 inch. The air
conmpressor shall be portable and capabl e of furnishing not Iess than 71 L/s
150 cfmand maintaining a |ine pressure of not |ess than 621 kPa 90 psi at
the nozzle while in use. Denonstrate conpressor capability, under job
conditions, before approval. The conpressor shall be equipped with traps
that will maintain the conpressed air free of oil and water. The nozzle
shal | have an adjustable guide that will hold the nozzle aligned with the
joint approximately 25 nm 1 inch above the pavenent surface. Adjust the
hei ght, angle of inclination and the size of the nozzle as necessary to
secure satisfactory results.

3.1.1.4 Wat er bl ast i ng Equi pnent
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NOTE: Waterbl asting equi pnent varies considerably
with respect to design of wand, nozzle, water
pressure, and water vol une, dependi ng upon the
manuf acturer. Consequently, the effectiveness of a
particul ar set of equi pnent cannot be predicted.

Del ete this paragraph if waterblasting will not be
used.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Include with the waterbl asting equi pnent a trail er-nounted water tank,
punps, hi gh-pressure hose, wand with safety rel ease cutoff control, nozzle,
and auxiliary water resupply equiprment. Provide water tank and auxiliary
resupply equi prrent of sufficient capacity to permit continuous operations.
The nozzle shall have an adjustable guide that will hold the nozzle aligned
with the joint approximately 25 nm 1 i nch above the pavenent surface.

Adj ust the height, angle of inclination and the size of the nozzle as
necessary to obtain satisfactory results. A pressure gauge nounted at the
punmp shall show at all times the pressure in kPa psi at which the equi pnent
i s operating.

3.1.1.5 Hand Tool s
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NOTE: \Where spalled joint edges have not been
repaired prior to any previous sealing, it may be
necessary for the Contractor to enploy other types
of small tools for the repair work. Such tools
shoul d be carefully evaluated for potential spalling
effects prior to approval for use. For repairing
concrete pavenents adjacent to joints, the designer
is referred to Section 32 01 29.61 PARTI AL DEPTH
PATCHI NG OF RIG@ D PAVING and to Techni cal Manual
5-822-9.
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Hand tools may be used, when approved, for removing defective seal ant from
a crack and repairing or cleaning the crack faces.
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3.1.2 Seal i ng Equi prent
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NOTE: Delete the inappropriate paragraphs.

*% *% *% *% *% *% *% * *%%

3.1.2.1 Hot - Pour ed Seal i ng Equi prent

The unit applicators used for heating and installing ASTM D6690 j oi nt

seal ant materials shall be nobile and shall be equipped with a

doubl e-boiler, agitator-type kettle with an oil nediumin the outer space
for heat transfer; a direct-connected pressure-type extruding device with a
nozzl e shaped for inserting in the joint to be filled; positive tenperature
devices for controlling the tenperature of the transfer oil and seal ant;
and a recording type thermometer for indicating the tenperature of the

seal ant. The applicator unit shall be designed so that the sealant wll
circulate through the delivery hose and return to the inner kettle when not
in use.

3.1.2.2 Two- Conponent, Col d- Applied, Machine M x Seal i ng Equi prent

Provi de equi pnent used for proportioning, nmixing, and installing FS SS-S-200
Type M joint sealants designed to deliver two senmifluid conponents through
hoses to a portable mixer at a preset ratio of 1 to 1 by volume using punps
with an accuracy of plus or minus 5 percent for the quantity of each
conponent. The reservoir for each conponent shall be equipped with
mechani cal agitation devices that will maintain the conponents in a uniform
condition without entrapping air. Incorporate provisions to permt
thernostatically controlled indirect heating of the conponents, when
required. However, immediately prior to proportioning and m xing, the
temperature of either conmponent shall not exceed 32.2 degrees C 90 degrees F.
Provi de screens near the top of each reservoir to renove any foreign
particles or partially polynerized material that could clog fluid lines or
ot herwi se cause m sproportioning or inproper mxing of the two conponents.
Provi de equi pnent capabl e of thoroughly m xing the two conponents through a
range of application rates of 37.8 to 189 L 10 to 60 gallons per hour and
through a range of application pressures from 345 kPa to 10.3 MPa 50 to
1500 psi as required by material, climatic, or operating conditions.
Design the mixer for the easy renoval of the supply lines for cleaning and
proportioning of the conponents. The m xing head shall accommpdate nozzl es
of different types and sizes as may be required by various operations. The
di mensi ons of the nozzle shall be such that the nozzle tip will extend into
the joint to allow sealing fromthe bottomof the joint to the top
Maintain the initially approved equi prment in good working condition,
serviced in accordance with the supplier's instructions, and unaltered in
any way wi thout obtaining prior approval

3.1.2.3 Two- Conponent, Col d- Appli ed, Hand-M x Seal i ng Equi prment

M xi ng equi prrent for FS SS-S-200 Type H seal ants shall consist of a

sl owspeed electric drill or air-driven mxer with a stirrer in accordance
with the manufacturer's recommendations. Submit printed copies of

manuf acturer's recomendations, [ ] days prior to use on the project,
where installation procedures, or any part thereof, are required to be in
accordance with those recommendations. |Installation of the material will
not be allowed until the recommendations are received. Failure to furnish
these recomendati ons can be cause for rejection of the materi al
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3.1.2.4 Col d- Appl i ed, Singl e-Conponent Seal i ng Equi prment

3.
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NOTE: Some ASTM D5893/ D5893M seal ants cure when
exposed to nmoisture. Wen the sealant is noisture
sensitive it is necessary to use Teflon-lined hoses
to prevent the sealant fromcuring in the hoses.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

The equi pment for installing ASTM D5893/ D5893N si ngl e conmponent j oi nt

seal ants shall consist of an extrusion punp, air conpressor, follow ng

pl ate, hoses, and nozzle for transferring the sealant fromthe storage
container into the joint opening. The dinension of the nozzle shall be
such that the tip of the nozzle will extend into the joint to allow sealing
fromthe bottomof the joint to the top. Mintain the initially approved
equi prent in good working condition, serviced in accordance with the
supplier's instructions, and unaltered in any way wi thout obtaining prior
approval. Small hand-held air-powered equi pnent (i.e., caul king guns) may
be used for small applications.

.2 SAFETY

NOTE: Delete this paragraph if liquid oxygen (LOX)
equi pnent, storage, or piping is not within the
project area. Joint sealant should not be used
within 8 m25 feet of any LOX equi prment or storage.
I f LOX equi pnent, storage, or piping is within the
project area, the designer will use continuously
rei nforced concrete slabs in the 8 m25 feet clear
area of LOX to reduce the nunber of joints. |If
joints cannot be elimnated within the 8 m25 feet
clear area, then the joints in the area should be

t horoughly cl eaned and | eft unsealed. LOX MJST NOT
BE PERM TTED TO M X W TH ANY ORGANI C MATERI AL.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Do not place joint sealant within 8 m25 feet of any liquid oxygen (LOX)
equi prrent, LOX storage, or LOX piping. Thoroughly clean joints in this
area and | eave them unseal ed.

3 PREPARATI ON CF JO NTS

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: The proper preparation of joints with respect
to size of joint opening, required cleanliness of
concrete surfaces to be bonded, and proper
separation of nonconpatible materials fromthe joint
seal ant cannot be overenphasi zed. The sanme applies
to storage, preparation, proportioning, mxing and
pl acenent of seal ants. The neglect of any facet of
t hese operations can result, and has resulted, in
poor performance of the joint seal ant.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

I medi ately before the installation of the sealant, thoroughly clean the
joints to renmove all laitance, curing conpound, filler, protrusions of
hardened concrete, and old sealant fromthe sides and upper edges of the
joint space to be seal ed
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3.

3.1 Exi sting Seal ant Renoval

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkk

kkkkkkkkkkkkkkkkkkkkkkhkhkk

NOTE: Delete this paragraph if the joints have

never been seal ed and renunber the subsequent

par agraphs. Waterbl asters have been used
successfully to renove sealants that still have sone
resilience. A nozzle that puts out a thin stream of
water is required to cut the sealant | oose fromthe
joint walls. The concrete saw should not be used if
it will widen the joint to a wwdth greater than 25 nmm

1 inch.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkkhkhkhhkkkkkk

*kkkkkkkkkkkkkkkkkkk

Cut |l oose the in-place sealant fromboth joint faces and to the depth shown
on the drawi ngs, using the [tractor-nmounted routing equi pnent] [concrete
saw] [waterblaster] as specified in paragraph EQU PVENT. Depth shall be
sufficient to accommopdate any separating or backup material that is
required to maintain the depth of new sealant to be installed. Prior to
further cleaning operations, renove all |oose old sealant remaining in the
joint opening by blowing with conpressed air. Hand tools may be required
to renove seal ant fromrandom cracks. Chipping, spalling, or otherw se
damagi ng the concrete will not be all owed.

3.2 Sawing

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Joints often need to be refaced or widened to
provi de vertical faces and renpve danaged

concrete. Care shoul d be used when refacing or
wi dening joints so that the joint's width does not
exceed 25 mm 1 inch. |If the joint wi dth exceeds 25

mm 1 inch, rebuilding of the joint should be
considered. Al joint walls should be vertical
The edges shoul d not be rounded or bevel ed unl ess
requi red by design.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhkhkkkkkkkkkkkkhkhhkkkkx

*kkkkkkkkhkkkkkkkkkkkkkk

3.3.2.1 Ref aci ng of Joints

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If the joints have never been seal ed, change
the title of this paragraph to Facing of Joints and
t he appropriate words and sentences used. |If "dry"
sawing is used to face or reface the joints, the
debris nay be renoved using conpressed air.

*% *% *% *%%

*% *% *% *% *% *% *% *% *%

Acconplish [refacing] [facing] of joints using a concrete saw as specified
in paragraph EQU PMENT [to renmpove all residual old sealant and a m ni mum of
concrete fromthe joint face to provi de exposure of newy cleaned concrete,
and, if required, to enlarge the joint opening to the width and depth shown
on the drawings.] [to saw through sawed and filler-type joints to | oosen
and renove material until the joint is clean and open to the full specified
width and depth.] Stiffen the blade with a sufficient nunber of suitable
dumy (used) bl ades or washers. Thoroughly clean, imediately follow ng
the sawi ng operation, the joint opening using a water jet to renove all saw
cuttings and debris.
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3.

3.2.2 Ref aci ng of Random Cr acks

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhhkhhkhkkkkkkkkkk

NOTE: A vertical spindle routing device may be used
to cl ean random cracks. Random cracks that are
approximately 25 mm 1 i nch wi de may be sandbl ast ed
clean to prevent additional w dening of the crack

i nstead of sawi ng or routing.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Acconpl i sh sawi ng of the cracks using a power-driven concrete saw as
specified in paragraph EQUI PMENT. The saw bl ade shall be 152 mm 6 inches
or less in dianeter to enable the sawto follow the trace of the crack
Stiffen the bl ade, as necessary, with suitable dunmy (or used) bl ades or
washers. |Inmediately follow ng the sawi ng operation, thoroughly clean the
crack opening using a water jet to renove all saw cuttings and debris.

3.3 Sandblasting

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Sandbl asting of joints may not be permitted
under certain conditions. Blow ng sand and dust nay
either violate atnospheric pollution statutes, or
may drift into areas where it would be

obj ectionable. When sandbl asting is prohibited,
cleaning the joints with a waterblaster or wire
brushes may be substituted. Wre brushes usually do
not clean as well as the sandbl aster or waterbl aster
and should only be used for small areas. Wen wire
brushes are used, attention should be given to
ensure worn brushes are not used and that the joints
are being adequately cleaned. Wen waterblasting is
requi red instead of sandbl asting, replace the word
sandbl asting with waterbl asting.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The newl y exposed concrete joint faces and the pavenent surfaces extending
a mninmnumof 13 mMm 1/2 inch fromthe joint edges shall be [sandbl asted]

[wat erbl asted] clean. use a nultiple-pass technique until the surfaces are
free of dust, dirt, curing conpound, filler, old sealant residue, or any
foreign debris that might prevent the bonding of the sealant to the
concrete. After final cleaning and i mediately prior to sealing, blow out
the joints with compressed air and | eave them conpletely free of debris and
water.

.3.4 Back-Up Materi al

When the joint opening is of a greater depth than indicated for the seal ant
depth, plug or seal off the lower portion of the joint opening using a
back-up material to prevent the entrance of the seal ant bel ow the specified
depth. Take care to ensure that the backup material is placed at the
specified depth and is not stretched or twi sted during installation

.3.5 Bond Breaki ng Tape

Where inserts or filler materials contain bitumen, or the depth of the
joint opening does not allow for the use of a backup material, insert a
bond breaker separating tape to prevent inconpatibility with the filler
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mat eri al s and three-si ded adhesion of the sealant. Securely bond the tape
to the bottomof the joint opening so it will not float up into the new
sealant.

.3.6 Rate of Progress of Joint Preparation

Limt the stages of joint preparation, which include sandbl asting, air
pressure cleaning and placing of the back-up material to only that |inea
footage that can be seal ed during the sane day.

.4 PREPARATI ON OF SEALANT

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Delete the inappropriate paragraphs.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

4.1 Hot - Pour ed Seal ants

Do not heat sealants conformng to ASTM D6690 in excess of the safe heating
tenperature recomrended by the manufacturer as shown on the seal ant
containers. Wthdraw and waste seal ant that has been overheated or

subj ected to application tenperatures for over 4 hours or that has renmai ned
in the applicator at the end of the day's operation

. 4.2 Type M Seal ants

I nspect the FS SS-S-200 Type M seal ant conponents and containers prior to
use. Reject any materials that contain water, hard caking of any separated
constituents, nonreversible jell, or materials that are otherw se
unsatisfactory. Settlenent of constituents in a soft nass that can be
readily and uniformy renmxed in the field with sinple tools will not be
cause for rejection. Prior to transfer of the conponents fromthe shipping
containers to the appropriate reservoir of the application equipnent,
thoroughly mix the materials to ensure honogeneity of the conponents and
incorporation of all constituents at the tine of transfer. Wen necessary
for remxing prior to transfer to the application equipnent reservoirs,
warm t he conponents to a tenperature not to exceed 32 degrees C 90 degrees F

by placing the conponents in heated storage or by other approved nethods
but in no case shall the conponents be heated by direct flanme, or in a
single wall ed kettle, or a kettle without an oil bath.

. 4.3 Type H Seal ants

M x the FS SS-S-200 Type H seal ant components either in the container

furni shed by the manufacturer or a cylindrical netal container of volune
approxi mately 50 percent greater than the package volune. Thoroughly m x
the base material in accordance with the manufacturer's instructions. The
cure conponent shall then be slowy added during continued mxing until a
uni form consi stency i s obtained.

.4.4  Singl e-Conponent, Col d-Applied Seal ants

I nspect the ASTM D5893/ D5893lN seal ant and containers prior to use. Reject
any materials that contain water, hard caking of any separated
constituents, nonreversible jell, or materials that are otherw se
unsatisfactory. Settlenent of constituents in a soft mass that can be
readily and uniformy renmixed in the field with sinple tools will not be
cause for rejection.
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3.

5 | NSTALLATI ON OF SEALANT
5.1 Time of Application

Seal joints imediately following final cleaning of the joint walls and
followi ng the placenent of the separating or backup material. Open joints,
that cannot be seal ed under the conditions specified, or when rain
interrupts sealing operations shall be recleaned and allowed to dry prior
to installing the seal ant.

.5.2 Seal ing Joints

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Joints should be slightly underfilled to
preclude extrusion of the material above the surface
of the paverment at summertine tenperatures. For
airfield pavenents, the sealant should be recessed 3
mm 1/ 8 inch bel ow t he pavenent surface; for roads,
streets and parking lots, the seal ant should be
recessed 6 nm1/4 inch. For pavenments that receive
tracked vehicle traffic, the sealant should be
recessed a minimumof 6 mm1/4 inch bel ow the
pavenment surface after it has cured or cooled to
anbi ent tenperature.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

| medi ately preceding, but not nore than 15 m 50 feet ahead of the joint
seal i ng operations, performa final cleaning with conpressed air. Fill the
joints fromthe bottomup to [3] [6] mm[1/8] [1/4] inch plus or minus 1.5
mm 1/ 16 i nch bel ow t he pavenent surface. Renobve and discard excess or
spill ed seal ant fromthe pavenent by approved nethods. |Install the seal ant
in such a manner as to prevent the formation of voids and entrapped air.

In no case shall gravity methods or pouring pots be used to install the
sealant material. Traffic shall not be pernmitted over newy seal ed
pavenent until authorized by the Contracting Officer. Wen a prinmer is
recomended by the manufacturer, apply it evenly to the joint faces in
accordance with the manufacturer's instructions. Check the joints
frequently to ensure that the newy installed sealant is cured to a
tack-free condition within the tine specified.

.6 INSPECTION

.6.1 Joi nt C eaning

I nspect joints during the cleaning process to correct inproper equi pnent
and cl eaning techni ques that damage the concrete pavenent in any manner.
Cleaned joints will be approved prior to installation of the separating or
back-up material and joint seal ant.

.6.2 Joi nt Seal ant Application Equi prent

I nspect the application equi pnment to ensure conformance to tenperature
requi renents, proper proportioning and mxing (if two-conponent seal ant)
and proper installation. Evidences of bubbling, inproper installation,
failure to cure or set will be cause to suspend operations until causes of
the deficiencies are deternined and corrected.
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6.3 Joi nt Seal ant

I nspect the joint sealant for proper rate of cure and set, bonding to the
joint walls, cohesive separation within the sealant, reversion to |iquid,
entrapped air and voids. Sealants exhibiting any of these deficiencies at
any tinme prior to the final acceptance of the project shall be renoved from
the joint, wasted, and replaced as specified herein at no additional cost
to the Governnent.

.7 CLEAN-UP

Upon conpl etion of the project, renove all unused materials fromthe site
and | eave the pavenent in a clean condition

-- End of Section --
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