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SECTI ON 07 52 00

MODI FI ED Bl TUM NOUS MEMBRANE ROCFI NG
05/12

NOTE: This gui de specification covers the

requi renents for nodified bitumen sheet roofing.

Hot nopped asphalt, torch applied, hot air, and

col d-appl i ed adhesive applications are included on
bot h exi sting and new roof systens with slopes from
6 Mmto 76 mMm 1/ 4 inch to 3 inches per foot. Both
SBS and APP nodified bitumen nmenbranes are included.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR.
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Aci ds, hydrocarbons, oil, and cooki ng greases attack
nodi fi ed sheet roofing. When these contani nants nay
be a problemon a roof, contact nodified bitunen
sheet nmanufacturers for specific reconmendations.

Coordinate this section with other roof system
conponents specifications such as rough carpentry,
el ectrical, mechanical, insulation and sheet netal
flashing, and structure. Also coordinate this
section with the criteria contained in UFC 3-110-03,
"Roofing" as it relates to the specific project and
Service Exceptions indicated therein.
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Requi rements for special conditions, including

Hurri cane force wind (uplift) and seisnic design
consi derations are included in brackets. References
and paragraphs which do not apply to specific

proj ects shoul d be del et ed.

*% *% *% *% *% *% *% *% *% *% *% *%%

PART 1 GENERAL

1.1 REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN SCCI ETY OF ClVIL ENG NEERS ( ASCE)

ASCE 7 (2017) M ni num Desi gn Loads for Buil di ngs
and Other Structures

AVERI CAN SOCI ETY OF HEATI NG, REFRI GERATI NG AND Al R- CONDI TI ONI NG
ENG NEERS ( ASHRAE)

ASHRAE 90.1 - IP (2013) Energy Standard for Buil di ngs
Except Low Ri se Residential Buildings

ASHRAE 90.1 - Sl (2013) Energy Standard for Buil dings
Except Low Ri se Residential Buildings

AMERI CAN SOCI ETY OF SAFETY ENG NEERS ( ASSE/ SAFE)

ASSE/ SAFE Al10. 24 (2014) Roofing - Safety Requirenents of
Low Sl oped Roofs

ASPHALT ROOFI NG MANUFACTURER S ASSCOCI ATI ON ( ARMA)
ARVA 410BUR8SS (2001) Manual of Roof Maintenance and
Repair
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ARVA PMBRGXO8

(1998) Quality Control GCuideline for the
Application of Polynmer Mdified Bitunen
Roofing

ASTM | NTERNATI ONAL ( ASTM

ASTM C1153

ASTM C1289

ASTM C208

ASTM C552

ASTM C578

ASTM C726

ASTM C728

ASTM D1668/ D1668M

ASTM D1863/ D1863M

ASTM D1970/ D1970M

ASTM D2170/ D2170M

ASTM D2824/ D2824M

ASTM D312/ D312M

ASTM D4073

ASTM D41/ D41M

(2010) Standard Practice for Location of
Wet Insulation in Roofing Systems Using
Infrared | maging

(2017) Standard Specification for Faced
Ri gid Cel lul ar Polyisocyanurate Thermal
I nsul ati on Board

(2012; R 2017; E 2017) Standard
Speci fication for Cellulosic Fiber
I nsul ati ng Board

(2017) Standard Specification for Cellular
d ass Thermal Insul ation

(2017a) Standard Specification for Rigid,
Cel l ul ar Pol ystyrene Thermal |nsul ation

(2017) Standard Specification for M neral
Wbol Roof | nsul ati on Board

(2017a) Standard Specification for Perlite
Thermal | nsul ati on Board

(1997a; R 2014; E 2014) d ass Fabrics
(Wven and Treated) for Roofing and
Waterproofing

(2005; R 2011; E 2012) M neral Aggregate
Used on Built-Up Roofs

(2017) Standard Specification for

Sel f - Adheri ng Pol yner Mdified Bituni nous
Sheet Materials Used as Steep Roofing
Underl ayment for Ice Dam Protection

(2010) Kinenmatic Viscosity of Asphalts
(Bitumens)

(2013) Al umi num Pi gnent ed Asphalt Roof
Coati ngs, Non-Fi bered, Asbestos Fibered,
and Fi bered w thout Asbestos

(2016a) Standard Specification for Asphalt
Used i n Roofing

(2006; R 2013) Standard Test Method for
Tensil e-Tear Strength of Bitum nous
Roof i ng Menbr anes

(2011; R 2016) Standard Specification for
Asphalt Priner Used in Roofing,
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ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

D4263

D4402/ D4402M

D4586/ D4586M

D4601/ D4601M

D4637/ D4637M

D4897/ D4897M

D5147/ D5147M

D6162/ D6162M

D6163/ D6163M

D6164/ D6164M

D6222/ D6222M

D6223/ D6223M

D6298

E108

Danmppr oof i ng, and Water proofing

(1983; R 2012) Indicating Misture in
Concrete by the Plastic Sheet Method

(2015) Viscosity Determnation of Asphalt
at El evated Tenperatures Using a
Rot ati onal Vi sconeter

(2007; E 2012; R 2012) Asphalt Roof
Cenent, Asbestos-Free

(2004; R 2012) Asphalt-Coated d ass Fiber
Base Sheet Used in Roofing

(2015) EPDM Sheet Used in Single-Ply Roof
Membrane

(2016) Standard Specification for
Asphal t - Coated G ass-Fi ber Venting Base
Sheet Used in Roofing

(2014) Standard Test Methods for Sanpling
and Testing Mdified Bitum nous Sheet
Material

(2016) Standard Specification for Styrene
But adi ene Styrene (SBS) Mdified

Bi t um nous Sheet Materials Using a

Conbi nati on of Pol yester and d ass Fi ber
Reinforcements

(2016) Standard Specification for Styrene
But adi ene Styrene (SBS) Mdified

Bi t um nous Sheet Materials Using d ass

Fi ber Reinforcenents

(2016) Standard Specification for Styrene
But adi ene Styrene (SBS) Mdified

Bi t um nous Sheet Materials Using Pol yester
Reinforcements

(2016) Standard Specification for Atactic
Pol ypropyl ene (ARP) Mbdified Bituni nous
Sheet Materials Using Polyester
Reinforcements

(2016) Standard Specification for Atactic
Pol ypropyl ene (ARP) Modified Bitumn nous
Sheet Materials Using a Conbination of

Pol yester and G ass Fi ber Reinforcenents

(2016) Standard Specification for

Fi ber gl ass Rei nforced

St yrene- But adi ene- Styrene (SBS) Modified
Bi t um nous Sheet with a Factory Applied
Met al Surface

(2011) Fire Tests of Roof Coverings
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FM GLOBAL (FM
FM 4470 (2010) Single-Ply, Polyner-Mdified
Bi t umen Sheet, Built-up Roof (BUR), and
Li qui d Applied Roof Assenblies for Use in
Class 1 and Nonconbusti bl e Roof Deck
Construction

FM APP GUI DE (updat ed on-1ine) Approval Cuide
http://www.approvalguide.com/

| NTERNATI ONAL CODE COUNCI L (1 CC)
I CC I BC (2018) International Building Code
| NTERNATI ONAL SAFETY EQUI PMENT ASSOCI ATI ON (| SEA)

ANSI /| SEA Z87.1 (2015) Cccupational and Educati onal
Personal Eye and Face Protection Devices

M DVEST ROOFI NG CONTRACTORS ASSCCI ATl ON ( MRCA)

CERTA (2007) NRCA/ MRCA Certified Roofing Torch
Appl i cator Program

NATI ONAL FI RE PROTECTI ON ASSOCI ATI ON ( NFPA)
NFPA 241 (2013; Errata 2015) Standard for
Saf eguardi ng Construction, Alteration, and
Denmolition Operations

NFPA 58 (2017; ERTA 17-1) Liquefied Petrol eum Gas
Code

NATI ONAL ROOFI NG CONTRACTORS ASSCCI ATl ON ( NRCA)

NRCA C3701 (1997) Repair Manual for Low Sl ope
Mermbr ane Roof Systens
NRCA CONDET (2014) Construction Details Mnual
NRCA Roof Man (2017) The NRCA Roofing Manual
SHEET METAL AND Al R CONDI TI ONI NG CONTRACTORS' NATI ONAL ASSOCI ATI ON
(SMACNA)
SIVACNA 1793 (2012) Architectural Sheet Metal Mnual,

7th Edition
SI NGLE PLY ROCFI NG | NDUSTRY ( SPRI)

ANSI / SPRI / FM 4435/ ES- 1 (2017) Test Standard for Edge Systens Used
wi th Low Sl ope Roofing Systens

U S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)

29 CFR 1910 Cccupational Safety and Heal t h Standards
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1

29

29

29

UL

uL

2

CFR 1910. 12 Construction Wrk

CFR 1926 Saf ety and Health Regul ations for
Construction

CFR 1926. 16 Rul es of Construction

UNDERWRI TERS LABORATORI ES (UL)

790 (2004; Reprint Jul 2014) Standard Test
Met hods for Fire Tests of Roof Coverings

RMSD (2012) Roofing Materials and Systens
Directory

DESCRI PTI ON OF ROOF MEMBRANE SYSTEM S]

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Coordinate with Part 2 materials
specification.

Wiere one nenbrane systemis required for all roof
areas, use the first paragraph. Were different
systens are required, use the second paragraph
successively and replace the open brackets with a
description of the substrate(s) and area of the
buil di ng or project where each systemis to be
applied.

Specify the three-ply option including base sheet,
interply sheet and cap sheet when nechanica
fastening of bottomply is required either directly
to nail abl e deck or over insulation substrate and

i nto nail abl e deck, and when perforated base sheet
is used. Ot herw se, specify two-ply option including
nodi fi ed bitunen base sheet and cap sheet.

Two-ply option may al so be consi dered when the
nmechani cal fastening of the nodified bitunmen base
ply is concealed in the finished base ply
installation (i.e., no exposed fasteners in the base
ply prior to application of cap sheet such as occurs
in base sheets fastened only in the side |ap area
and where the overl appi ng adj acent base sheet is
torch seal ed over the fasteners in the |lap area).

One ply nodified bitunmen roof nenbrane nust not be
specified w thout prior Governnent approval and only
be considered for application on open air sheds or
Iight storage structures and ancillary buildings of
little inportance. One ply nenbrane includes
application of a single ply directly to deck or

i nsul ati on substrate or over nechanically fastened
or perforated base sheets.

Specify SBS for all hot asphalt menbrane
applications. Torch applied and cold adhesive
applications may include either or both SBS and APP,
sel ected based on the specific application and

SECTI ON 07 52 00 Page 9



service conditions intended.

Felt base sheet nay be specified in a lowto
noderate service three-ply application. Specify
venting base sheet for application directly to new
concrete deck and over nailable lightweight fill
substrate naterial s.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

[ [Mnimum[two-ply][three-ply] SBS [or] [APP] [nodified bitumen roof
menbrane consisting of [nodified bitunen base sheet][fiberglass felt
[venting ]base sheet] [,interply sheet] and cap sheet. Modified bitunen
roof menbrane nmust be [set in hot asphalt][torch applied]][set in
col d- appl i ed adhesive].]

TI ]: Mninmum[two-ply][three-ply] SBS [or] [APP] nodified bitunen roof
menbrane consisting of [nodified bitunen base sheet][fiberglass felt
[venting ] base sheet] [,interply sheet] and cap sheet. Mbdified bitunen
roof menbrane nmust be [set in hot asphalt][torch applied][set in
col d-appl i ed adhesi ve].

] All work nust follow the NRCA Roof Man gui deli nes and standards stated
within this Section.

1.3 SUBMITTALS

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Review Subnittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G'. Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G’ to an item if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Use the "S" classification only in SD-11 C oseout
Subnmittals. The "S" following a submittal item

i ndicates that the submittal is required for the
Sustai nability eNotebook to fulfill federally

mandat ed sustai nabl e requirenents in accordance with

SECTION 07 52 00 Page 10



Section 01 33 29 SUSTAI NABI LI TY REPORTI NG

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

*% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval . ][for information only.][ Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the followi ng in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
Roof plan; ¢, | ]] draw ng depicting wind | oads and
boundari es of enhanced perinmeter and corner attachments of roof
system conponents, as applicable

SD- 03 Product Data

NOTE: Edit the product data subnission requirenents
as necessary for the system specified. Include
bracketed requirements as applicable to the system
bei ng specified (e.g., torch applied systens nay not
require asphalt in the installation).

*% *% *% *% *% *% *% *% *% *% *%%

Modi fied Bitumen Sheets; ¢, [___ ]]

Asphalt

Col d- Appl i ed Menbrane Adhesive; C[, [___ 1]
Fiberglass Felt; ¢, [___ 11

Primer; ¢, [___ 1]

Modi fied Bitunen Roof Cement; C[, [__ 1]

Pre- Manuf act ured Accessori es

Fasteners And Plates; ¢, | 1]

Sanple Warranty certificate; C[, [ 1]

Submit all data required by Section 07 22 00 ROOF AND DECK

| NSULATI ON, together with requirenents of this section. Include
in data witten acceptance by the roof nenbrane manufacturer of
the products and accessories provided. Products nust be as listed

in the applicable wind uplift and fire rating classification
listings, unless approved otherwi se by the Contracting O ficer.

SD- 05 Design Data

SECTION 07 52 00 Page 11
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NOTE: Coordinate with requirements of "Wnd Uplift"
paragraph. Include bracketed requirenment where
non-rated systens nay be perm ssible.

]

*%

*% *% *% *% *% *% *% *% *% *%%

Wnd Uplift Calculations; ¢, [____ 11

Provi de Engi neering cal cul ations, signed, sealed, and dated by a
qual i fi ed Engi neer validating the wind resistance per ASCE 7,
ASTM D4073, and ANSI/ SPRI/FM 4435/ ES-1 of non-rated roof system

SD-07 Certificates

Provi de evi dence that products used within this specification are
manufactured in the United States.

Qualification of Manufacturer

Certify that the manufacturer of the nodified bitunen nenbrane
neets requirements specified under paragraph entitled
"Qualification of Manufacturer."

Qualification of Applicator

Certify that the applicator nmeets requirenments specified under
paragraph entitled "Qualification of Applicator."

Qualification of Engineer of Record

Certify that the Engineer of Record is fully qualified, conpetent,
and currently licensed to practice in the project jurisdiction

kkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhhkkkkkkkkkkkkkhkhkhkx

NOTE: I nclude bracketed requirenment when hot-nopped
menbranes are used or base sheets are hot-nopped to
non- nai | abl e substrates.

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhkhkhkk

Bill of Lading

Submit bill of Iading when | abels of asphalt containers do not
bear the flash point (FP), finished bl ow ng tenperature (FBT), and
equi vi scous tenperature (EVT).

Wnd Uplift Resistance; C[, | ]] classification, as applicable

Fire Resistance classification; ¢, | 1]

Subnit the roof system assenbly [wind uplift and] fire rating
classification Iistings.

SD- 08 Manufacturer's |Instructions

*% *% *% *% *% *% *% *% *% *% *%%

NOTE: Edit the nmanufacturers instructions

subm ssion requirements as necessary for the system
speci fied. Include bracketed requirenents only as
applicable to the system being specified (e.qg.

SECTION 07 52 00 Page 12
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1.

torch applied systens nay not require asphalt in the
installation).

4

*%*

*
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Modi fi ed Bitunen Menbrane Application; C[, | 1]

FI ashi ng;

e, [ 1]

Tenperature Linitations for Asphalt

Torches

Col d Adhesive Applied Mdified Bitunen Menbrane; ¢, | 1]

Base Sheet attachnent, including pattern and frequency of
nmechani cal attachments required in field of roof, corners, and
perimeters to provide for the specified wi nd resistance.

Primer

Fasteners

Ventil ati ng Base Sheets

Coating Application; ¢, [ 1]

Col d Weat her Installation; C[, | 1]

I ncl ude detail ed application instructions and standard

manuf acturer drawings altered as required by these
specifications.[ |Include nenbrane manufacturer requirenents for
nail ers and backnailing of roof menbrane on steep slopes.]
Explicitly identify in witing, differences between nanufacturer's
i nstructions and the specified requirenments.

SD-11 C oseout Submittals

Warranty

I nformati on Card

Instructions To [ Governnent][Contractor] Personnel

I ncl ude copies of Safety Data Sheets for maintenance/repair
materials.

Submit 20 year "No-Dollar-Linmt" warranty for |abor and materials.

QUALI TY ASSURANCE

*

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhhhhhkhkkkkkkkkkk

NOTE:

Al'l projects with nmore than 15,000 square feet

1400 square neters of roof area or that is defined
as critical use or mission critical in the project
DD Form 1391 shall have a Regi stered Roof Consultant
(RRC) or a registered professional engineer (PE) or
regi stered architect (RA) that derives his or her
principal income fromroofing design on the quality

contr ol

staff of the design team
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1.4.1 Qualification of Manufacturer

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify mnimumfive years nanufacturer
experi ence unl ess directed ot herw se by the
Government

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

Modi fi ed bitunen sheet roofing system manufacturer nust have a m ni mum of
[5] ] years experience in manufacturing nodified bitunen roofing
products.

1.4.2 Qualification of Applicator

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify mnimumthree years as an approved
contractor unless directed otherw se by the
Government

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Roofing system applicator nust be approved, authorized, or licensed in
witing by the nodified bitunen sheet roofing system nanufacturer and have
a mnimumof [five][ ] years experience as an approved, authorized, or
licensed applicator with that manufacturer and be approved at a |eve
capabl e of providing the specified warranty. The applicator nust supply
the names, locations and client contact information of five projects of
simlar size and scope that the applicator has constructed using the

manuf acturer's roofing products submitted for this project within the
previ ous three years.

1.4.3 Qualifications of Photovoltaics (PV) Rooftop Applicator

The PV rooftop applicator nust be approved, authorized, or certified by a
Roof Integrated Sol ar Energy (RISE) Certified Solar Roofing Professiona
(CSRP), and conply with applicable codes, standards, and regul atory
requirenents to maintain the weatherproofing abilities of both the

i ntegrated roof system and photovoltaic system

1.4.4 Qualification of Engineer of Record

[ Engi neer of Record nust be currently licensed within the jurisdiction of
the project.

Il Engi neer of Record nust be approved, authorized, and currently |icensed by
the state of [Florida][__ ], and have a mninmum of five years experience
as an approved Engi neer for manufacturers of sinmilar roof systens.

Engi neer of Record nust supply the names and | ocations of five projects of
simlar size and scope for which he has provi ded engi neering cal cul ations
usi ng the manufacturer's products subnitted for this project within the
previous three years. Engineer of Record must provide certified

engi neering cal cul ations for

] [Wnd uplift requirenments][in accordance with [Local and State codes]
ASCE 7,in accordance with International Building Code.

[Seisnmic requirenents per [local] [and state] buil ding codes]
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[ Seismic requirements per | CC IBC Chapter 16, Section 1608. 3

I Snow | oad requirenents per |ICC |IBC Chapter 16 Section 1608.3 and Section 7
of ASCE 7

] 1.4.5 Fire Resistance

Conpl ete roof covering assenbly rnust:

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify Class B option only when Cass A nmay
not be attainable such as nenbrane system
application directly to wood deck. Provide
justification/rationale for Class B option with
desi gn submi ssi on

*% *% *% *% *% *% *% *% *% *% *% *% *%%

a. Be Cass A[or B] rated in accordance with ASTM E108, FM 4470, or UL 790;
and

b. Be listed as part of Fire-Classified roof deck construction in UL RVSD
or Cass | roof deck construction in FM APP GUI DE

FM or UL approved conponents of the roof covering assenbly nust bear the
appropriate FMor UL | abel

1.4.6 Wnd Uplift Resistance

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Determine the required wind uplift resistance
based on ASCE 7 wi nd | oading cal cul ati ons or
appl i cabl e building code requirements. The
specified FMrating i ncorporates a safety factor of
2 over the maxi num cal cul ated uplift pressure.
Therefore, a FMrating of 1-90 correlates to a
maxi mum uplift calculation of 2.2 kPa 45 psf. Wen
a rated systemis specified, ensure the specified
roof systemis capable of nmeeting the wind uplift
resi stance specified. Were non-rated systens nay
be permissible, include the bracketed option

Del i neate cal cul ated values in the roof
specification or drawings. Uilize independently
tested and rated roof systems, such as Factory
Mutual (FM), Underwiters Laboratories (UL) and
Single Ply Roofing Industry (SPRI).

*% *% *% *% *% *% *% *% *% *%%

The conpl ete roof system assenbly shall be rated and installed to resist
wind | oads [indicated] [calculated in accordance with ASCE 7] and validated
by uplift resistance testing in accordance with Factory Miutual (FM test
procedures. Non-rated systens nust not be installed, except as approved by
the Contracting Oficer. Submt licensed engineer's Wnd uplift

cal cul ations and substantiating data to validate any non-rated roof

system Base wind uplift measurenents on a design wind speed of [__
kmh [__ ] nmph in accordance with ASCE 7and/or other applicable building
code requirenents.
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1

1

4.

7

Preroofing Conference

After approval of submittals and before performi ng roofing [and insul ation]
systeminstallation work, hold a preroofing conference to review the
following:

a.

Drawi ngs, including Roof Plan, specifications and subnittals related to
t he roof work

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkkhkhhkhkkkkkk

NOTE: Delete the follow ng statenent if the roof
work is for a new structure.

b

e.

f.

*% *% *% *% *% *% *% *% *% *% *% *%%

Field inspection and verification of all existing conditions,
including all fire safety issues, existing structure, and existing
materi als, including conceal ed conbusti bles, which may require
addi tional protection during installation

Roof system conponents installation

Procedure for the roof manufacturer's technical representative's onsite
i nspection and acceptance of the roof structure, and roofing substrate,
the nane of the manufacturer's technical representatives, the frequency
of the onsite visits, distribution of copies of the inspection reports
fromthe manufacturer's technical representatives to roof nanufacturer

Contractor's plan for coordination of the work of the various trades
i nvol ved in providing the roofing system and ot her conponents secured
to the roofing

Quality control, (ARVMA PMBR®8) plan for the roof systeminstallation

Saf ety requirenents

Coordi nate preroofing conference scheduling with the Contracting Oficer
The conference nust be attended by the Contractor, the Contracting
Oficer's designated personnel, and personnel directly responsible for the
installation of roofing [and insulation], flashing and sheet netal work,
[[mechanical] [and] [electrical] work], other trades interfacing with the
roof work, designated safety personnel trained to enforce and conply with
ASSE/ SAFE A10.24,[ Fire Marshall,] and representative of the roofing

mat eri al s manufacturer. Before begi nning roofing work, provide a copy of
meeting notes and action itens to all attending parties. Note action itens
requiring resolution prior to start of roof work.

5

5.

1

DELI VERY, STCORAGE, AND HANDLI NG

Delivery

kkkkkkkkkkkkkkkkkkkkkkhhhkhkkkkkkkkkkkkkhkhkhhkkkkkkkkkkkkhkhkhkhhkkkkxk

NOTE: I nclude bracketed requirenent when hot-nmopped
menbranes are used or base sheets are hot-nopped to
non- nai | abl e substrates.

*% *% *% *% *% *% *% *% *% *% *% *%%

Deliver materials in manufacturers' original unopened containers and rolls
with labels intact and |l egible. Mark and renove wet or danaged materials
fromthe site. Were materials are covered by a referenced specification
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the contai ner nust bear the specification nunber, type, and class, as
applicable. [Labels or bill of lading for roofing asphalt nust indicate
asphalt type, FP, FBT, and EVT, that is, the tenperature at which the
viscosity is either 125 centi stokes when tested in accordance with

ASTM D2170/ D2170N or 75 centipoi se when tested in accordance with

ASTM D4402/ D4402Nv.] Deliver materials in sufficient quantity to all ow work
to proceed without interruption.

1.5.2 Storage

Protect materials against noisture absorption and contam nation or other
damage. Avoid crushing or crinkling of roll materials. Store rol
materials on end on clean raised platforns or pallets one level high in dry
| ocations with adequate ventilation, such as an encl osed buil ding or closed
trailer. Do not store roll materials in buildings under construction unti
concrete, nortar, and plaster work is finished and dry. Mintain rol
materials at tenperatures above 10 degrees C 50 degrees F for 24 hours

i medi ately before application. Do not store nmaterials outdoors unless
approved by the Contracting Officer. Conpletely cover felts stored
outdoors, on and off roof, w th waterproof canvas protective covering. Do
not use pol yethyl ene sheet as a covering. Tie covering securely to pallets
to nake conpletely weatherproof. Provide sufficient ventilation to prevent
condensation. Do not store nore naterials on roof than can be installed
the sane day and renove unused materials at end of each days work.
Distribute materials tenporarily stored on roof to stay within live | oad
limts of the roof construction

Mai ntain a mni num di stance of 10.67 nmeters 35 foot for all stored
flammabl e materials, including materials covered with shrink waps, craft
paper and/or tarps fromall torch/welding applications.

I mredi ately renove wet, contaninated or otherw se danmaged or unsuitabl e
materials fromthe site. Danaged materials nmay be nmarked by the
Contracting Oficer.

1.5.3 Handling

Prevent damage to edges and ends of roll materials. Do not install damaged
materials in the work. Select and operate material handling equi pnment to
prevent damage to materials or applied roofing.

1.6 ENVI RONVENTAL REQUI REMENTS

Do not install roofing systemwhen air tenmperature is below 4.44 degrees C
40 degrees F, during any form of precipitation, including fog, or when
there is ice, frost, noisture, or any other visible danpness on the roof
deck. Follow manufacturer's printed instructions for Cold Wather
Installation.

[1.7 [ TORCH| [ HOT- MOPPED ASPHALT] APPLIED [ ( HEAT WELD)] MODI FI ED Bl TUVEN
MEVBRANE SAFETY

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Retain the respective brackets and paragraphs
i ndicating a "Torch Applied" systemfromthe
followi ng requirenents when nenbrane or flashing is
torch appli ed.

Retain the respective brackets and paragraphs
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1

i ndi cating a "Hot-Mpped Asphalt" application from
the follow ng requirements when nenbrane or flashing
i s hot-nopped appli ed.

If a conbination of both torch applied and hot
nopped applied systens is used, retain both sets of
par agr aphs and brackets.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

7.1 Property Protection

Take all precautions necessary to prevent ignition of conbustible materials
during [torch application][hot-nopped asphalt application] of roofing.

I mediately call the fire department if a fire commences. Reviewall fire
safety procedures as outlined at the pre-roofing conference.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The foll owi ng two paragraphs apply to both
torch and hot - nopped application nethods.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkhkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Install materials using the techni ques recommended by CERT/ NRCA/ MRCA
Certified Roofing Torch Applicator Program avail able fromthe Nationa
Roofing Contractors Association (NRCA) and the M dwest Roofing Contractors
Associ ation (MRCA) as endorsed by the Asphalt Roofing Manufacturers

Associ ation (ARMA) and the United Union of Roofers, Waterproofers and

Al lied Wrkers. Application procedures nust conply with NFPA 241, COSHA

29 CFR 1910 and 29 CFR 1910.12, 29 CFR 1926.16, 29 CFR 1926 Subpart F.[, UL
Fire Resistance Directory Volune No. 1, NRCA R&W Manual, and Fl orida
Bui | di ng Code Vol une 2004. ]

Do not store flanmable |iquids on the roof.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

NOTE: Torch Applied

*% *% *% *% *% *% *% *% *% *%%

Provide a mnimumof two 10 liter 2.65 gallon containers of water and two
fully charged nminimum|[ 9.072 kg 20 pound CO2][ 9.072 kg 20 pound ABC (dry
chemical)] fire extinguishers in separate, easily accessible |ocations on
the roof and within [ 9.144 neters 30 foot][ 3.048 nmetersl0 foot] of each
[torch work area][hot-nopped kettle] at all tines.

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: Hot - Mopped Applied

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhkhkk *%* *kkkkkkkkkkkkk

No AsphaltKettles are allowed on roofs. Locate kettles and supply LP-Gas
Cylinders safely and secured per NFPA 241 outside of the building s
perimeter a mininmumof 6.096 m 20 foot fromthe structure and any
conbustible material s.

Mai ntain a mni num separation of 6.096 m 20 foot between LP-Gas Cylinders
and kettle. Provide protective fire retardant bl anket barrier or shield
bet ween any building structure to a m ni mum height of 8 foot and a cl ear
surround distance of 2.44 m4 foot if operations force placenent of kettle
within a distance of 6.096 m20 foot. Do not obstruct or place kettles or
Cylinder storage within 3.048 m 10 foot of exits, neans of egress, gates,
roadways, entrances. Locate kettles downwi nd and away from any buil di ng
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air intakes.

Provide a m ni mum of two portable fully charged [ 9.072 kg 20 pound CQ2]
[ 9.072 kg 20 pound ABC (dry chemi cal)] fire extinguishers no closer than
1.524 m5 foot and no further than 7.62 m 25 foot of horizontal trave

di stance fromeach kettle at all tines while kettle is in operation, in
easily accessible and identifiable |ocations. Also provide [a m ni num of
one][two] multipurpose 2-A:20-B:C portable fire extinguisher on the roof
bei ng covered or repaired.

Conply with the follow ng safety procedures

a. Fuel containers, burners, and rel ated appurtenances of roofing
equi prent in which liquefied petroleumgas is used for heating mnust
conply with the requirements of NFPA 58.

b. Fuel containers having capacities greater than one pound nust be
| ocated a minimum of 3.048 m 10 foot clear distance fromthe burner
flame.

c. Al LP-Gas Cylinders nust be clearly |abeled "Flanmabl e Gas", and
secured to prevent accidental tip-over.

d. Check all pressure regulators and hoses prior to use for proper
functioning and integrity.

e. Turn off fuel supply at LP Gas Cylinder when kettle is not in use.

f. Equip all kettles with a functioning tenperature neasuring device to
ensure no heating in excess of 10 degrees C 50 degrees F below the
flash point.

g. Provide covers, lid, or top which are close fitting, constructed of
m ni mum No. 14 manufacturer's gauge steel, and can be gravity cl osed on
all kettles.

h. Cean all roofing nmops and rags free of excess asphalt and store safely
away fromall conbustible materials. Store discarded roofing nops and
rags in a non-conbustible container and renove fromsite each day.

i. Position all punp lines handling hot asphalt securely and equip al
punp lines with a shut-off valve on each with a coupler which nmay be
opened when lines are full. Do not subject punp lines to pressures in
excess of safe and reconmended NRCA and ARMA wor ki ng pressures.
Station an operator near the equipnment to cut off flow and care for
ot her energenci es while conducting heating, punping and application
operations.

j. Asphalt bucket used by roofers or workers in simlar trades nmust be
constructed of minimum No. 24 gauge or heavi er sheet steel and have a
nmetal bail of no less than 6.35 mm 1/4 inch dianeter material. The bai
is to be fastened to offset ears or equival ent which have been riveted,
wel ded, or otherw se safely and securely attached to the bucket.

Sol dered bail sockets are prohibited. Position workers and ot her
enpl oyees to avoid being struck by bucket or other roofing naterials,
whi ch may accidentally fall while being hoisted, |owered, or used in
the roofing operation. Provide safety barriers and caution signs at
all skylights or other roof holes.
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k. Do not use flanmable liquids with a flash point below 37.78 degrees C
100 degrees F (gasoline and simlar products) for cleaning purposes.

Do not use solid fuel or Class | liquids as fuel for roofing asphalt
kettles. Provide a m nimum of one enployee fully know edgeabl e of kettle
operations and hazards to nmintain constant surveillance during kettle
operation within a m ninum di stance of 7.62 m 25 foot of the kettle.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

NOTE: Torch Applied and Hot - Mopped Applied

*% *% *% *% *% * *%%

Check all fire extinguishers prior to commencenent of work, and upon
conpl etion of the day's work, to ensure fullness and operability.

Proj ect supervisor must nmake daily inspections with the facility manager of
all conditions and operations which could present hazards during
[torching][hot-nopped] applications and issue directives to address al

such concerns and itenms of the work and existing conditions.

Identify and protect all conbustible roof conponents, possible fire traps,
and hi dden hazards. Seal off voids or openings in the substrate with
non-conbustible materials prior to installing [torch-applied][hot-nopped
applied] materials in the area. Install protective fire retardant bl ankets
and shields at building walls, eaves, parapets and equi pnents curbs
constructed of conbustible nmaterials within 0.9144 meter 3 foot radius of
the area of [torch work][hot-nopped kettle] prior to comrencenent of the
work.

When wor ki ng around i ntakes and openings, tenporarily disconnect and bl ock
to prevent [flanme of torch][fumes fromkettle] frombeing drawn into the
opening.[ Provide non-conbustible shielding or flane guard protection
where gaps or voids occur in the construction in area of torch work.]

.7.2 Fire Watch

NOTE: Torch Applied and Hot - Mopped Applied

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

Al'l personnel on the roof during [torch application][hot-nopped
application] nust be properly trained to use a fire extinguisher. Provide
a fire watch for a mininmumof [two hours after conpletion of all torch

wor k][ 30 minutes after conpletion of hot-nopped kettle operations] at the
end of each work shift. Miintain the fire watch for additional tinme
required to ensure no potential ignition conditions exist. [Uilize heat
sensing neters to scan for hot spots in the work.][For torch applications,
provide and utilize a mninmm of one certified heat detection gun per torch
for use during the fire watch to verify cool, safe and non-conbustible
conditions exist. Provide a mininmmduration fire watch of two hours
conducted by personnel properly trained to survey the underside of the roof
deck (where possible) and the topside of possible snoldering el enents. ]

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Torch Applied

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Do not torch in areas of poor and/or no visibility (curbs, corners, eaves,
expansions joints, flashing, other voids and small penetrations) which
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could allow a torch flame to ignite conbustible material (s) hidden from
view or within the underside of the roof deck or building interior. Use
cold finish applications in these areas whenever possible and per

manuf acturer's printed instructions, NRCA 4002, MRCA R&NW rmanual for "cold
adhered" materials.

NOTE: Torch Applied and Hot - Mopped Applied

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkk kkkkkkkkkkkkkkkkkkkk

Do not |eave the rooftop unattended during breaks in work during a work
shift. Walk and scan all areas of application checking for hot spots,
fumes, or snoldering, especially at wall and curb areas, prior to departure
at the end of each work shift. Ensure any and all suspect conditions are
elimnated prior to leaving the site each work shift.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Torch Applied

*% *% *% *% *% *% *% *% *% *% *% *% *%%

. 7.3 Open Fl ame Application (Torch) Equi prent and Personnel Safety

Only NRCA/ MRCA CERTA certified roofing applicators are allowed to operate
any torching equipnent. Verify that all such applicators maintain and are
currently carrying a valid Certified Roofing Torch Applicator (CERTA) card.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Torch Applied and Hot - Mopped Applied

*% *% *% *% *% * *%%

Al crew nmenbers nust be trained in preventive neasures for indirect and
di rect dangers and hazards associated with roofing work, which include, but
are not limted to the follow ng:

a. Heat Stress: War light colored clothing, a hat for ultra-violet
protection, and other eye protective devices. Drink sufficient
guantities of non-alcoholic, non-caffeine liquids. Stage shifts for
crew nmenbers to allow for breaks from heat and sun exposure w t hout
interfering with work progress.

b. First Aid for Burns: Imediately call for an anmbul ance. Contact |oca
Cccupational Health Services (OHS).

Al'l crew nenbers nust wear correct personal protective equi pment (PPE)
including. but not linited to the follow ng itens:

a. Long-sleeved shirts buttoned at the collar and cuffs,and nmust be made
of non-flammable materials. Polyester materials are not all owed.

b. Wbrk boots covering ankles with rubber or conposite sol es.

c. Long pants without cuffs to extend over the top of the work boots, and
nmust be made of non-flanmable materials. No polyester all owed.

d. Heavy leather gloves and/or flane retardant gauntlets which nust be
worn during all handling of a torch, whether operating or not.

e. OSHA and ANSI /I SEA Z87.1 approved face shields, goggles and/or safety
gl asses to be worn during torching and any other applicable roofing
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functions.
f. OSHA and ANSI approved hard hats.
1.7.4 W nd Conditions

Use side shields with all torching operations when winds are occurring to
prevent flane distortion of end burners. Use torch machine equi pnment with
bottom shield plate to prevent flame spread on to roof deck and substrate.
When high wind gusts are present, notify the safety officer and cease all
use of torching equi pment until w nd conditions |ower and authorization
fromthe safety officer to proceed is received

]11.8 SEQUENCING

Coordinate the work with other trades to ensure that conponents which are
to be secured to or stripped into the roofing systemare avail able and that
permanent flashing and counter flashing, per NRCA CONDET, and are
installed as the work progresses. Ensure tenporary protection neasures are
in place to preclude noisture intrusion or danage to installed materials.

[ Application of roofing must imediately follow application of insulation
as a continuous operation. Coordinate roofing operations with insulation
work so that all roof insulation applied each day is covered w th roof
menbrane installation the sane day.]

1.9 WARRANTY

Provi de roof system material and workmanship warranties neeting specified
requirenents. Provide revision or anendnent to standard nenbrane

manuf acturer warranty as required to conply with the specified

requi renents. M ni nrum manufacturer warranty shall have no dollar limt,
cover full systemwater-tightness, and shall have a mnininmumduration of 20
years.

1.9.1 Roof Menbrane Manufacturer Warranty

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Designer nay specify 5 or 10 year

manuf acturer warranty on facilities of small roof
area and of minor inportance where interiors and
contents are not severely inpacted by water
intrusion and any tine a one-ply nodified bitunen
menbrane systemis specified. Environnentally
controlled interiors with one-ply nmenbrane require a
m ni rum 10 year warranty.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Furni sh the roof nenbrane manufacturer's 20-year no dollar limt roof
systemmaterials and installation workmanship warranty, including flashing,
insulation in conpliance with [ ASTM C1289], and accessories necessary for a
wat erti ght roof system construction. Provide warranty directly to the
CGovernment and commence warranty effective date at time of Government's
acceptance of the roof work. The warranty nust state that:

a. If within the warranty period the roof system as installed for its
i ntended use in the nornmal climatic and environnental conditions of the
facility, becones non-watertight, shows evidence of moisture intrusion
within the assenmbly, blisters, splits, tears, del aninates, separates at
the seans, or shows evidence of excessive weathering due to defective
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1

materials or installation workmanship, the repair or replacenent of the
defective and damaged materials of the roof system assenbly and
correction of defective workmanship are the responsibility of the roof
nmenbrane manufacturer. All costs associated with the repair or

repl acenent work are the responsibility of the roof nenbrane
manufacturer.

b. When the manufacturer or his approved applicator fail to performthe
repairs within 72 hours of notification, energency tenporary repairs
performed by others does not void the warranty.

c. Upon conpletion of installation, and acceptance by the [Contracting
Oficer] [, Architect][, Construction Manager] and Roofing System
Engi neer of Record, the manufacturer nust supply the appropriate
warranty to the Oaner.

d. Installer nust submit a mnimm tw year warranty to the nenbrane
manufacturer fromthe date of acceptance, with a copy to the
[Contracting O ficer] [, Architect][, Construction Manager] and Roofi ng
Syst em Engi neer of Record.

9.2 Roofing SystemInstaller Varranty

The roof systeminstaller nust warrant for a period of two years that the
roof system as installed, is free fromdefects in installation

wor kmanshi p, to include the roof nenbrane, flashing, insulation
accessories, attachnents, and sheet metal installation integral to a

compl ete watertight roof systemassenbly. Wite the warranty directly to
the Government. The roof systeminstaller is responsible for correction of
defective workmanshi p and repl acenent of danaged or affected materials.

The roof systeminstaller is responsible for all costs associated with the
repair or replacenent work

.9.3 Cont i nuance of Warranty

Repair or replacenent work, ARVA 410BUR88, NRCA C3701 that becones
necessary within the warranty period and acconplished in a nanner so as to
restore the integrity of the roof system assenbly and validity of the roof
menbrane manufacturer warranty for the remainder of the manufacturer
warranty peri od.

.10 CONFORVVANCE AND COWPATI BI LI TY

The entire roofing and flashing system nmust be in accordance with specified
and indicated requirenments, including fire and wind resistance (
ANS| / SPRI / FM 4435/ ES-1) requirenments. Wrk not specifically addressed and
any devi ation from specified requirenments nmust be in general accordance

wi th recommendati ons of the NRCA Roofing and Waterproofing Manual, nenbrane
manuf act urer published recommendati ons and details, and conpatible with
surroundi ng conponents and construction. Subnmt any deviation from
specified or indicated requirenents to the Contracting Oficer for approva
prior to installation.

11 ELI M NATI ON, PREVENTI ON OF FALL HAZARDS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Any part or conponent of the buil ding,
facility, structure, or equipnent requiring future
mai nt enance work shall incorporate in the design
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fall prevention nethods or techniques to elimnate
fall hazards, in accordance with ANSI/ASSE A1264.1
Fall prevention nethods may include identifying,
designing, and installing anchorages (hard points)
for safe use of fall arrest equi pnent and systens.
The materials used shall be selected for netal
conpatibility in order to mnimze corrosion, type
316 stainless steel is recomended.
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1.11.1 Fall Protection

I
1.12  COOL ROOFS

NOTE: Standards such as LEED® and UFC 1-200- 02
pronote the use of cool roofing, and increased
energy conservation through additional insulation
Cool roof design shall follow the requirenments in
UFC 3-110-03 "Roofing" Chapter 1, Cool Roofs.

Consi der that when cool roofing is used with

i nsulation R values greater than 24, the 'cool roof
surface has little if no influence on the energy
performance of the building. Additionally, designers
shoul d be aware of the possible negative inpacts of
usi ng cool roofing that may result in unintended
consequences. Mechanical |l y-fastened single-ply roof
systens shall conply with the requirenents for
nmechani cal | y-fastened single-ply systems in UFC
3-110- 03 "Roofing", Chapter 2. Condensation on the
under si de of nechanical l y-fastened systens can
result inice build-up in winter, nmold growh on the
facers, noisture dripping into the interior, and
repl acenent of the roofs with | ess than four years
of service. See Appendi x B of UFC 3-110-03 for nore
i nformation. Poor design of cool roofs in ASHRAE
climate zones 4 and hi gher have resulted in the
uni nt ended consequence of condensation bel ow t he
menbrane -- a result of the material's inability to
warm and drive noi sture downward. Roofs that

experi ence this condensation have had to be

repl aced. O her unintended consequences include the
overheating of masonry walls, interior spaces, roof
top piping and mechani cal equi prent as a result of
the reflected UV rays.

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: Cool roof design shall followthe

requi renents in UFC 3-110-03 "Roofing", Appendix B
and ASHRAE 90.1 - SI ASHRAE 90.1 - |P Chapter 5, for
t he design of insulation and energy performance of

t he buil ding. Cool roof design for insulation shal
neet at a mininmumthe ASHRAE 90.1 - SI ASHRAE 90.1 -
| P Chapter 5 zone requirenents. |nadequate design
of cool roofs in ASHRAE clinmate zones 4 and hi gher
have resulted in uni ntended consequences of
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condensati on bel ow t he nenbrane, overheating of
masonry walls, interior spaces, roof top piping and
nmechani cal equi pnent as a result of the reflected W
rays.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If a cool roof is selected, neet the ASHRAE
90.1 - SI ASHRAE 90.1 - |P Chapter 5 values for coo
roofing. If a cool roof is not selected in zones
1-3, neet one of the exception requirenments |isted
in ASHRAE 90.1 - SI ASHRAE 90.1 - |P Chapter 5 or
provide thermal insulation above the deck with an R
val ue of 33 or greater.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

[ Meet the ASHRAE 90.1 - SI ASHRAE 90.1 - IP Chapter 5 values for coo
roofing. If a cool roof is not selected in zones 1-3, neet one of the
exception requirenents listed in ASHRAE 90.1 - SI ASHRAE 90.1 - | P Chapter
5 or provide thermal insulation above the deck with an R value of 33 or
greater.

]1.13  SUSTAI NABI LI TY REPORTI NG
Coordinate with Section 01 33 29 LEED(tn) DOCUMENTATI ON.

1.13.1 Recycl ed Materials
Contractor shall select materials so that the sum of post-consuner recycl ed
content value plus one-half of post-industrial recycled content val ue
constitutes at least [10][20][___ ] percent of the total materials cost

for the project. EPA Conprehensive Procurenent Guidelines has a supplier
dat abase: http://www.epa.gov/cpg/products/

1.13.2 Local / Regi onal Materials

[ Contractor shall select nmaterials so that a minimumof [10][20][ ]
percent (by dollar value) of materials and products for the project are
extracted, harvested, or recovered, as well as manufactured, regionally
within a 800 kilometer 500 nile radius of the project site.] [The
foll owi ng technical sections include regional material requirenents so
that, if available, a mninumof [10][20][___ ] percent (by dollar val ue)
of materials and products for the project are extracted, harvested, or
recovered, as well as manufactured, regionally within a 800 kil ometer 500
mle radius of the project site: [__ ].

] PART 2 PRODUCTS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Edit the naterials specification requirenents
as necessary for the system(s) specified in PART 1 -
DESCRI PTI ON OF ROOF MEMBRANE SYSTEM

See the Note in PART 1 - DESCRI PTI ON OF ROOF
MEMBRANE SYSTEM for useful information in editing
the menbrane naterials requirenents.

I ncl ude bracketed requirenments only as applicable to
the system being specified (e.g., torch applied
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2.

systens may not require asphalt in the installation
granul e surfaced cap sheets do not require gravel or
coating surfacing).

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhhkhhkhkkkkkkkkkk

1 MODI FI ED BI TUMEN SHEETS AND FI BERGLASS FELT MATERI ALS

Furni sh a conbi nation of specified materials that conprise the nodified

bi t unen manufacturer's standard system of the nunber and type of plies
specified. Materials provided nust be suitable for the service and
climatic conditions of the installation. Mdified bitumen sheets nust be
watertight and visually free of pinholes, particles of foreign nmatter,
non-di spersed raw material, factory splices, or other conditions that night
affect serviceability. Polynmer nodifier nmust conply with ARVA PMBRGEI8 and
be uniformy dispersed throughout the sheet. Edges of sheet nust be
straight and flat.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Sel ect the base sheet option required and
del ete other base sheet options. Specify base
sheets under insulation in the insulation

speci fication section

Modi fi ed bitunen base sheet nmust be specified for
two-ply nmenbrane systens and incorporated in
t hree-ply menbrane systens.

Perforated venti ng base sheet option should only be
specified for application directly on concrete deck
Base sheets with perforations are rolled into place
and then top nopped with hot asphalt. Base sheets
wi t hout perforations are nechanically attached to
nai | abl e substrates.
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a. \Venting Base Sheet: ASTM D4897/D4897V, Type Il, [without][w th]
perforations and as approved by the nodified bitunen roof nenbrane
manufacturer.

I b. Fiberglass Felt Base Sheet: ASTM D4601/ D4601lN, ASTM D1668/ D1668N Type

I, [without][with] perforations and as approved by the nodified
bi tumen roof nenbrane manufacturer.
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NOTE: When specifying a two-ply nmenbrane system or
application over a fiberglass felt base sheet,

del ete any reference to Interply sheet. Use
nodi fi ed bitunen base sheet and cap sheet.

Speci fy polyester-reinforced menbrane for high
traffic roofs and where enhanced puncture resistance
and overall durability are required. Were

pol yester reinforced sheet is required, delete any
reference to ASTM D6163/ D6163M

Do not specify fiberglass nenbrane |ayer over a
pol yester-rei nforced nenbrane | ayer.

SECTION 07 52 00 Page 26



Specify Type Il nodified bitunmen naterials for all
two-ply nmenbrane installations, heavy-duty or high
traffic service conditions and for all instances
where fiberglass reinforced nodified bitunen cap
sheets are permtted.

*% *%

*%

*%

*% *% *% *% *% *% *% *% *%%

[ c. SBS Base Sheet: [ASTM D6162/ D6162N] [or] [ASTM D6164/ D6164N] [or]

[ ASTM D6163/ D6163N], Type [I or] Il, Gade S, mnimum2.0 mMrm80 mls
thick.
I d. SBS Interply Sheet: [ASTM D6162/D6162N] [or] [ ASTM D6164/D6164N [or] [
ASTM D6163/ D6163N], Type [I or] Il, Gade S, minimum2.0 M 80 mls
thick.
]
NOTE: Specify Grade S cap sheet only with the

approval of the Governnent and when gravel surfacing
or field applied coating is required in lieu of
factory-applied mneral granule surfacing.

Specify 3.7 nm 145 mils mni mumthickness for SBS
cap sheet unless directed otherw se by the
Government.

*% *%

*%

*%

*% *% *% *% *% *% *% *% *%%

[ e. SBS Cap Sheet: [ASTM D6162/D6162N] [or] [ASTM D6164/ D6164N] [or]
[ ASTM D6163/ D6163N]; Type |I, Grade [G[S], minimum[ 3.7 mm 145 m | s]
thick, and as required to provide specified fire safety rating.

[

1

]
[ f. APP Base Sheet: ASTM D6222/D6222N, Type | or 11; or ASTM D6223/ D6223V;

Gade [F[9],

mnimm 3.5 mm 140 nmils thick.

NOTE:

Specify Grade S cap sheet only with the

approval of the Governnent and when gravel surfacing
or field applied coating is required in |ieu of
factory-applied mneral granule surfacing.

Specify mininum4 nmm 160 nil APP cap sheet thickness
unl ess directed otherwi se by the Governnent.

*kkkkkkkkk

*

*

*

*kkk
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[ g APP Cap Sheet: ASTM D6222/D6222N, Type |1; or ASTM D6223/ D6223lV; G ade
mnimum4.0 mm 160 mils thick.

[G[9],
12.2  BASE FLASH NG MEMBRANE

*

*

NOTE:

*kkk
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I nclude netal clad flashing nmenbrane option

only where the foil surfacing will not create an
aest hetic issue and reflectance of no concern. Do
not specify foil surfaced materials for facilities
along flight line or adjacent to telenetry or
tracki ng equi pnent.
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Metal clad nenbrane flashing should not be

consi dered effective grease protection for the
flashing or roof nenmbrane in areas where the roof
may be exposed to cooking grease release. Lap areas
remai n susceptible to degradation from exposure to
grease and sol vents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Menbrane manuf acturer's standard, ninimumtwo-ply nodified bitumen nmenbrane
flashing system conpatible with the roof nenbrane specified and as
recomended i n nenbrane nanufacturer's published literature. Flashing
menbr anes nust neet or exceed the properties of the material standards
specified for the nodified bitunen [base][, interply] and cap sheet, except
that flashi ng menbrane thickness nust be as recommended by the menbrane
manufacturer.[ Metal clad flashing menbrane nust comply with ASTM D6298].

[2.3 ASPHALT

NOTE: | nclude paragraph or bracketed requirenent
when hot - nopped nenbranes are used or base sheets
are hot-nopped to non-nail abl e substrates.

*% *% *% *% *% *% *% *% *% *% *% *%%

ASTM D312/ D312NV, Type 11l or IV, in accordance with nodified bitunen
menbr ane manuf acturer requirements and conpatible with the slope conditions
of the installation.

I 24 COLD- APPLI ED MEMBRANE ADHESI VE

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Materials standards and application

requi renents vary for cold applied nenbrane
adhesi ves. Ensure product data and application
instructions are included under "Submittals" when
col d- process nenbrane applications are specified.
This information will be referenced by the field
personnel in nonitoring the application process.

Consi der | ow VOC adhesi ves for col d- process
applications on occupi ed buildings and when
ot herwi se necessary.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Menbr ane manuf acturer's recomended [| ow vol atile organi ¢ conpound (VCC)]
col d process adhesive for application of the nenbrane plies.

I 2.5 MEMBRANE SURFACI NG

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: Coordi nate surfacing requirenments with the
type of system specified in paragraph entitled
"Description of Roof Menmbrane Systent
Factory-applied granul e surfaced nenbrane nust be
speci fied except under non-typical conditions where
aggregate or coating applications may be considered.
Factory-applied granul es or aggregate surfacing
shoul d be used where possible. Specify required

fini shed nenbrane surfacing. Delete other options.
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Provi de nodified bitunen roof nmenbrane cap sheet with factory-applied
granul e surfacing of [light][___ ] color [as selected from nmenbrane
manuf acturer's standard colors].[ Provide nodified bitunen nenbrane
manuf acturer's recomended fiel d-applied protective coating of
[white][light gray][_ ] color. [Alumnized coating nmust conply with
ASTM D2824/ D2824N, Type | or 111, as reconmended by the nodified bitunen
roof menbrane manufacturer].][ Light col ored, opague water-worn grave
aggregate surfacing material conforming to ASTM D1863/ D1863N, or ot her
aggregate as reconmended by the nenbrane manufacturer and approved by the
Contracting Officer[, and applied in flood coat of hot asphalt].]

12.6 PRIMER

ASTM D41/ D41N, or other primer conpatible with the application and as
approved in witing by the nodified bitunmen nenbrane manufacturer

2.7 MODI FI ED Bl TUMEN ROOF CEMENT
ASTM D4586/ D4586l, Type Il for vertical surfaces, Type | for horizonta
surfaces, conpatible with the nodified bitunen roof nmenbrane and as
recomended by the nodified bitunmen nenbrane nmanufacturer

2.8 CANT AND TAPERED EDGE STRI PS

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Use wood cant in non-supported flashing and
wood bl ocking details (i.e., expansion joints, area
dividers, and wall/roof intersections where roof
deck is not supported by a wall).

The use of wood cants on new NASA projects is not
allowed.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provi de standard cants and tapered edge strips of [perlite conforming to
ASTM C728][the sane material as the roof insulation][or when roof
insulation material is not available, provide pressure preservative treated
wood, wood fiberboard, or rigid perlite board cants and edge strips as
recomended by the manufacturer.] [or wood fiber conform ng to ASTM C208]
treated with bitum nous inpregnation, sizing, or waxing and fabricated to
provi de maxi mum 45 degree change in direction of nenbrane. Cant strips
must be minimum|[ 38.1 nm1-1/2 inch thick and provide for m ninum 127 nm5
inch face and 88.9 mm 3-1/2 inch vertical height when installed at 45
degree face angle][ 101.6 mm 4 inch vertical height with 45 degree cant
angl e], except where clearance restricts height to | esser dinension. Taper
edge strips at a rate of 25.4 nmto 38.1 mm per 304.8 mmone to 1-1/2 inch
per foot to a mninmmof 3.175 nm 1/8 inch of thickness. Provide

kil n-dried preservative-treated wood cants, in conpliance with requirenents
of Section 06 10 00 ROUGH CARPENTRY at base of wood nailers set on edge and
wood curbi ng and where ot herw se indicated.

2.9 FASTENERS AND PLATES

Provi de coated, corrosion-resistant fasteners as recommended by the

nmodi fied bitumen sheet manufacturer's printed instructions and neeting the
requirenents of FM 4470 and FM APP GUIDE for C ass | roof deck construction
and the wind uplift resistance specified. For fastening of nenbrane or
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felts to wood materials, provide fasteners driven through 25.4 nm 1 inch

di ameter netal discs, or one piece conposite fasteners with heads not |ess
than 25.4 mMm 1 inch in diameter or 25.4 nm 1 inch square with rounded or 45
degree tapered corners.

2.9.1 Masonry or Concrete Walls and Vertical Surfaces

Use hardened steel nails or screws with flat heads, dianond shaped points,
and nechani cal |y deforned shanks not less than 25.4 nmm 1 inch long for
securing felts, nodified bitumen sheets, netal items, and accessories to
masonry or concrete walls and vertical surfaces. Use power-driven fasteners
only when approved in witing by the Contracting O ficer

2.9.2 Metal Pl ates

Provide flat corrosion-resistant round stress plates as reconmended by the
nmodi fi ed bitumen sheet manufacturer's printed instructions and neeting the
requirenents of FM 4470; not less than 50.8 mm 2 inch in dianeter. Form
di scs to prevent dishing or cupping.

[2.10 PRE- MANUFACTURED ACCESSCRI ES

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Edit, delete, and insert accessory naterials
requirenents as required for the specific project
and conmponents to be installed.
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Pr e- manuf act ured accessories nust be manufacturer's standard for intended
pur pose,[ conply with applicable specification section,] conpatible with
t he nmenbrane roof system and approved for use by the nodified bitunmen
menbr ane manuf act urer.

[2.10.1 Pre-fabricated Curbs

Provide [ ] gauge [ &0 gal vani zed] [ AZ55 gal valune] [ ] curbs with
m nimum 101.6 mMm 4 inch flange for attachnent to roof nailers. Curbs nust
be m ni num hei ght of 254 nm 10 inch above the finished roof menbrane
surface.

I 2.10.2 El evated Metal [Wal kways] [and] [Pl atforns]

As specified in Section[ 05 50 13 M SCELLANEOUS METAL FABRI CATI ONS] [
05 51 33 METAL LADDERS][ 05 52 00 METAL RAILINGS][ 05 51 00 METAL STAIRS].

11 2.11  WALKPADS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use wal kpads as wal kways and at roof access
poi nts and where the roof or areas of the roof are
i ntended to bear foot traffic for maintenance or
ot her purposes once a nonth or nore frequently.

*% *% *% *% *% *% *% *% *% *%%

Roof wal kpads nust be pol yester reinforced, granul e-surfaced nodified

bi tumen menbrane material, mninum[__ ] [5m [ 10197] nmils thick,
compatible with the nodified bitunmen sheet roofing and as recomended by
the nmodified bitumen sheet roofing manufacturer. Panels nmust not exceed
1.219 nmeters 4 foot in length. Oher wal kpad materials require approval of
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the Contracting O ficer prior to installation

I 2.12

PAVER BLOCKS

*% *%

*% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use concrete pavers as wal kways on aggregate
surface roofs where the roof or areas of the roof
are intended to bear foot traffic for naintenance or
ot her purposes once a nonth or nore frequently. Use
paver bl ocks under heavy bearing conponents,

i rregul ar base bearings and for support and
attachment of |ightweight pipe, conduit, and

drai nage lines routed al ong roof surface.
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Precast concrete, mnimum 38.1 nm 1-1/2 inch thick, mnimm457 mm 18 inch
square for wal kways and m ni mrum 152.4 nm by 304.8 mMm 6 inch by 12 inch for
use in supporting surface bearing conponents but extending not |ess than

50.8 mm 2 inch beyond all sides of surface bearing bases. Install wal kpad
mat eri al

I 2.13

under all paver bl ocks.

ROOF | NSULATI ON BELOW MCDI FI ED BI TUMEN MEMBRANE SYSTEM

*% *%

*% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If the roofing systemcontains insulation
coordinate with the appropriate insulation
specification section. The insulation specification
shoul d include materials and installation up to the
substrate on which the roof nmenbrane base sheet and
or menbrane |ayers are to be installed. Coordinate
base sheet attachnment (nechanically fastened or
nmopped) with FMor UL fire and wi nd uplift
requirements.

*kkkkkkkkk
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I nsul ation nmust be conpatible with the roof nenbrane, approved by the
menbrane manufacturer and neeting all the requirenents of [ASTM C552]
ASTM C578][ ASTM C726] as specified in Section 07 22 00 ROOF AND DECK
INSULATION.

12.14

2.

MEMBRANE LI NER

Provi de sel f-adhering nodified bitunmen underl aynent confornming to
ASTM D1970/ D1970V, EPDM nenbrane liner conforming to ASTM D4637/ D4637N, or
ot her wat erproof menmbrane liner material as approved by the Contracting

Officer.

15 Phot ovol taic (PV) Systens - Rack Mounted Systens

*kkk
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NOTE: The installation of a PV roof system over

exi sting roof systens should be undertaken with
extrene caution. Do not install PV systens on roofs
with a shorter expected service life than the new PV
system Prior to the design of such systens the
foll owi ng shall be undertaken

a. Deternmine if the existing roof structure can
handl e the anticipated roof |oad increase.
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b. Inspect and deternine that the existing

Page 20 roof system has at |east 10 years of service
life remaining. If not, the existing roof shall be
renoved and a new repl acement roof systemdesign in
tandemwi th the photovoltaic system

c. If 10 years remaining service life remains,
ensure the design of the intersecting details,
required roof protection, re-inspections, and
warranty requirenents for maintaining the roof
system has been coordinated with the installation
and manufacturers' warranties.

d. Design the roof related details for anticipated
roof replacenent work. Coordinate with the PV system
designer to anticipate and plan for future roof
replacement.

e. PV equiprment on a rooftop creates additional roof
protection requirenents during initial installation
and t hroughout the PV life-cycle. Ensure a roof
protection programis specified during the PV system
installation.

f. PV supports shall be pernmanently affixed
stanchi ons which are anchored to the building
structure.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The Contractor shall adhere to the follow ng guidelines
a. Building Omers Cuide to Roof-nounted PV Systens, published by NRCA

b. Guidelines for Roof-Munted PV Systens, published by NRCA

PART 3 EXECUTI ON

3.

1 EXAMINATION

Ensure that the followi ng conditions exist prior to application of the
roofing material s:

a. [Drains,] [curbs,] [cants,] [control joints,] [expansion joints,]
[perineter walls,] [roof penetrating conponents,] [and] [equi pnent
supports] are in place.

b. Surfaces are rigid, clean, dry, snooth, and free from cracks, holes,
and sharp changes in elevation. Joints in the substrate are sealed to
prevent dripping of bitumen into building or down exterior walls.

c. The plane of the substrate does not vary nore than 6.35 mm 1/4 inch
within an area 3.048 by 3.048 neters 10 by 10 foot when checked with a
3.048 neter 10 foot straight edge placed anywhere on the substrate.

d. Substrate is sloped as indicated to provide positive drai nage.

e. Walls and vertical surfaces are constructed to receive counter
flashing, and will pernmt mechanical fastening of the base flashing

SECTION 07 52 00 Page 32



materials.

f. Treated wood nailers are in place on non-nail able surfaces, to permt
nail i ng of base flashing at nini num height of 203.2 nm 8 inch above
finished roofing surface.

g. Protect all conbustible materials and surfaces which nmay contain
conceal ed conbustible or flammable materials. Al fire extinguishing
equi prent has been placed as specified.

h. Verify all Fire Watch personnel assignnments.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Coordinate with Section 06 10 00 ROUGH
CARPENTRY to ensure that waterborne preservative
treatment is specified for wood which will be in
contact with roofing conponents.

*% *% *%%

*% *% *% *% *% *% *% *% *%

i. Treated wood nailers are fastened in place at eaves, gable ends,
openi ngs, and intersections with vertical surfaces for securing of
nmenbrane, edging strips, attachnent flanges of sheet netal, and roof
fixtures. [Enmbedded nailers are flush with deck surfaces.]
[Surface-applied nailers are the sanme thickness as the roof insulation.]
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NOTE: Wod cants shoul d al so be used where there
are non-wal I supported flashing at wood bl ocki ng
form ng area dividers and expansion joints, and at
wal I and roof intersections where roof deck is not
supported on wall.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkk
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j. Cants are securely fastened in place in the angles formed by walls and
other vertical surfaces. The angle of the cant is 45 degrees and the
hei ght of the vertical leg is not less than 88.9 mm3-1/2 inch
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NOTE: Include venting provision for wet fill
substrate materials like |lightweight cellular
concrete.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ k. Venting is provided in accordance with the follow ng:

[ (1) Edge Venting: Perineter nailers are kerfed across the wi dth of
the nailers to permt escape of gaseous pressure at roof edges.

i (2) Underside Venting: Vent openings are provided in steel form
decking for cast-in-place concrete substrate.

1 1. Exposed nail heads in wood substrates are properly set. Warped and
split [boards] [sheets] have been replaced. There are no cracks or end
joints 6.35 M 1/4 inch in width or greater. Knot holes are covered
with sheet netal and nailed in place. [Wod] [Pl ywod] decks are
covered with rosin paper or unsaturated felt prior to base sheet or
roof nenbrane application.[Joints in plywod substrates are taped or
ot herwi se sealed to prevent air |eakage fromthe underside.
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I m Insulation boards are installed snoothly and evenly, and are not
br oken, cracked, or curled. There are no gaps in insulation board
joints exceeding 6.35 M 1/4 inch in width. Insulation is being roofed
over on the sane day the insulation is installed.

Il n. Cast-in-place substrates have been allowed to cure and the surface
dryness requirenents specified under paragraph entitled "Field Quality
Control" have been net.

I o. Joints between precast concrete deck units are grouted, |eveled, and
stripped in with felt or bitum nous stripping nenbrane set in

bi t um nous cenent prior to applying other roofing nmaterials over the
area.

] p. Roof deck and framing are sloped as indicated to provide positive
drainage.

3.2 PREPARATION
3.2.1 Protection of Property

3.2.1.1 Protective Coverings

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: I nclude bracketed requirenment when hot-nopped
menbranes are used or base sheets are hot-nopped to
non- nai | abl e substrates.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

Install protective coverings at paving and building walls adjacent to

hoi sts[, tankers][, and kettles] prior to starting the work. Lap
protective coverings not |less than 15.24 cm 6 inch, secure against w nd,
and vent to prevent collection of noisture on covered surfaces. Keep
protective coverings in place for the duration of the roofing work.

[3.2.1.2 Bi t unen St ops

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: | nclude paragraph when hot-nopped nenbranes
are used or base sheets are hot-nopped to
non- nai | abl e substrates.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provide felt bitumen stops or other neans to prevent bitunen drippage at
roof edges, openings, and vertical projections before hot nopped
application of the roofing nenbrane.

1[3.2.2 Equipment

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: Sel ect equi pnent references as applicable to
the project. Delete paragraphs that are not
applicable.

*% *% *%

*% *% *% *% *% *% *% *%%

[3.2.2.1 Mechani cal Application Devices

Mount mechani cal application devices on pneunmatic-tired wheels. Use
devi ces designed and maintained to operate w thout danagi ng the insulation
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roofing menbrane, or structural conponents.
I 3.2.2.2 FI ane- Heat ed Equi pnent

Do not place flame-heated equi pnent on roof. Provide and maintain a fire
extingui sher adjacent to flame-heated equi pnent and on the roof.

I 3223 Open Fl ame Application Equi prent
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NOTE: Include this requirenment when torch-applied
nodi fi ed bitunmen sheet roofing is specified or when
torch application of base flashing is permtted.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

Torches and ot her open flanme equi prent nust be specifically designated for
use in application of nodified bitunen materials and approved by the
nodi fi ed bitumen sheet manufacturer. Open flane equi pnent nust not be
ignited (burning) when left unattended. Provide and maintain a fire
extingui sher adjacent to open flame equi prent on the roof. Specific
requirenents for fire watches and burn permits exist. These requirenments
will be reviewed at the preroofing conference.

13.2.2.4 El ectri c- Heat ed Equi pnent

Provi de adequate el ectrical service as required by manufacturer of
el ectrical equipnment to ensure agai nst damage to equi prent and property and
to ensure proper application of roofing materials.

I 3.2.3 Heati ng of Asphalt
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NOTE: | nclude paragraph when hot-nopped nenbranes
are used or base sheets are hot-nopped to
non- nai | abl e substrates.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Break up solid asphalt on a surface free of dirt and debris. Heat asphalt
in kettle designed to prevent contact of flame with surfaces in contact
with the asphalt. Kettles nust have visible working thernonmeter and
thernostatic controls set to the tenperature limts specified herein. Keep
controls in working order and calibrated. Use inmersion thernoneter,
accurate within a tolerance of plus or minus one degree C 1.8 degrees F, to
check tenperatures of the asphalt frequently. Wen tenperatures exceed
maxi mums specified, renove asphalt fromthe site. Do no pernmit cutting
back, adulterating, or fluxing of asphalt.

[3.2.3.1 Tenperature Linitations for Asphalt

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: | nclude paragraph when hot-nopped nenbranes
are used or base sheets are hot-nopped to
non- nai | abl e substrates.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Heat and apply asphalt at the tenperatures specified bel ow unl ess specified
otherw se by manufacturer's printed application instructions. Use
thermometer to check tenperature during heating and application. Have
kettle attended constantly during heating process to ensure specified
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tenperatures are mmintained. Do not heat asphalt above its finished

bl owi ng tenperature (FBT). Do not heat asphalt between 260 and 274 degrees
C 500 and 525 degrees F for |onger than four consecutive hours. Do not
heat asphalt to the flash point (FP). Apply asphalt and enbed nenbrane
sheets when tenperature of asphalt is within plus or mnus 14 degrees C 25
degrees F of the equiviscous tenperature (EVT) but not |ess than 204
degrees C 400 degrees F. Before heating and application of asphalt refer
to the asphalt manufacturer's label or bill of lading for FP, FBT, and EVT
of the asphalt used.

113.2. 4 Prim ng of Surfaces

Prime all surfaces to be in contact with adhered nenbrane materials. Apply
primer at the rate of 3 liters per 10 sq. nmeters 0.75 gallon per 100 sq.

ft. or as recommended by nodified bitumen sheet manufacturer's printed
instructions to pronote adhesi on of nenbrane materials. Allow prinmer to
dry prior to application of menbrane materials to prined surface. Avoid
flammabl e priner material conditions in torch applied nmenbrane applications.

3.2.4.1 Primng of Concrete and Masonry Surfaces
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NOTE: Include this paragraph when roofing and
flashing are applied directly to concrete or nasonry
surfaces.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

After surface dryness requirenents have been net, coat concrete and masonry
surfaces which are to receive nenbrane nmaterials uniformly with priner.

3.2.4.2 Prinmng of Metal Surfaces

Prime flanges of metal conmponents to be enbedded into the roof system prior
to setting in bitunminous materials or stripping into roofing system

3.2.5 Menmbrane Preparation

Unroll nodified bitumen nenbrane materials and allow to rel ax a m ni mum of

30 minutes prior to installation. 1In cold weather, adhere to nenbrane
manuf acturer's additional recomendations for pre-installation nenbrane
handl i ng and preparation. |Inspect for damage, pinholes, particles of

foreign matter, non-dispersed raw material, factory splices, or other
conditions that might affect serviceability. Edges of seams nust be
straight and flat so that they nmay be seamed to one anot her wi thout form ng
fish mouths or winkles. Discard damaged or defective materials.

3.2.6 Substrate Preparation

Apply nenbrane to clean, dry surfaces only. Do not apply nenbrane to
surfaces that have been wet by rain or frozen precipitation within the
previous 12 hours. Provide cleaning and artificial drying with heated
bl owers or torches as necessary to ensure clean, dry surface prior to
menbr ane application.

3.3  APPLICATION
Apply roofing materials as specified herein unless approved ot herw se by

the Contracting Oficer. Keep roofing materials dry before and during
application. Conplete application of roofing in a continuous operation
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Begin and apply only as much roofing in one day as can be conpl eted that
same day. Mintain specified tenperatures for asphalt. [Provide tenporary
roofing and flashing as specified herein prior to application of permanent
roofing system]

3.3.1 Phased Menbrane Construction

Phased application of nmenbrane plies is prohibited unless otherw se
approved by the Contracting Oficer and supported by the menbrane
manufacturer's witten application instructions. |[If cap sheet
installation is delayed, thoroughly clean the applied nenbrane materi al
surface and dry imediately prior to cap sheet installation. Primng of
the applied nenbrane surface may be required at the discretion of the
Contracting Oficer prior to cap sheet installation.

3.3.2 Tenporary Roofing and Fl ashi ng

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include requirenents for tenporary roofing
and flashing when construction will require

consi derabl e work on roof, such as, installing
cooling towers, antennas, pipes, ducts, solar
collectors, or other equipnent, and tenporary
roofing is considered necessary to ensure that

per manent roofing is not damaged during construction.
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Provide watertight tenporary roofing and flashi ng where consi derabl e work
by other trades, such as installing [cooling towers,] [antennas,] [pipes,]
[ducts,] [__ ,] is to be perfornmed on the roof or where construction
schedul i ng or weat her conditions require protection of the building s
interior before permanent roofing systemcan be installed. Do not instal
tenmporary roofing over permanently installed insulation. Provide rigid
pads for traffic over tenporary roofing.

[3.3.2.1 Removal

Conpl etely renmove tenporary roofing and fl ashing before continuing with
application of the pernanent roofing system

13.3.3 Appl i cation Method

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify the applicable application nethod(s)
and di stingui sh any varying requirenents or options
related to nenbrane and base flashing (e.g., in
general manufacturer nmay all ow base flashing
nmenbrane to be torched or set in cold adhesive on
hot nmopped roof nenbrane installations; however,
this may or may not be desirable for a specific
project installation.).
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[3.3.3.1 Hot Asphalt Application of Mdified Bitumen Menbrane

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: | nclude paragraph when hot-nopped nenbranes
are used or base sheets are hot-nopped to
non- nai | abl e substrates.
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Apply nmenbrane inmediately foll owing application of hot asphalt. Apply hot
asphalt within 1.829 m6 foot of roll. Do not work ahead with asphalt.
Asphalt nust be conpletely fluid, with nop tenperatures within the
asphalt's EVT range, but not |ess than 204.4 degrees C 400 degrees F, at
the instant nenbrane conmes into contact with asphalt. Application of

bi tunen between | ayers nust be such as to provide full, continuous, uniform
coverage and conpl ete contact of hot asphalt with the sheet above and

bel ow. Enbed sheets in asphalt. As sheets are being rolled into hot
asphalt, immediately and t horoughly apply uniform positive pressure by
squeegee, roll, or broomto ensure full adhesion and |ap seal, elimnate
trapped air and to provide tight, snooth |am nations. Avoid excessive
extrusion of asphalt at lap areas. Control asphalt bleed out to
approximately 25.4 nm 1 i nch maxi mum

13.3.3.2 Torch Applied [Heat Wl ded] Modified Bitunen Menbrane [ Fl ashing]

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include the first bracketed sentence if base
flashing nmay be torch-applied on hot nopped nenbrane
work. Include requirement to roll lap areas with
wei ghted roller when heat welding technique is
specified.

Where heat welding is specified, coordinate with
| anguage in "Description of Roof Menbrane Systent
and other parts of this specification

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ Base flashing nmenbrane may be torch applied.] Ensure substrate nenbrane
surfaces are warmed either naturally or by torch during the installation
Apply heat evenly to underside of roll nenbrane being installed and exposed
side lap area of previously installed sheet. Provide for slight, uniform
flow of bitumen in front of roll and full width of roll as the material is
being rolled or set into place. Apply uniformpositive pressure to ensure
menbrane is fully adhered and all |aps are sealed. Prior to forming |ap
over granul ated surfaces, enbed granules of the receiving sheet by heating
and troweling-in the granules to forma uniform black conpound surface.
[Roll all lap areas with a weighted roller inmediately after formng | ap.
Provide for visual bleed out of conpound in lap areas.][ Avoid overheating
the nmenbrane or burning through to nmenbrane reinforcenent. |nspect and
ensure all lap areas are fully seal ed

113.3.3.3 Col d Adhesive Applied Mdified Bitunen Menbrane

Apply cold adhesive with airless sprayer or 6.35 nm 1/4 inch sawt oot hed
rubber squeegee to prepared surfaces in accordance with nenbrane

manuf acturer's application instructions. Fully cover substrate with
adhesive. Roll or lay menbrane in adhesive in accordance with

manuf acturer's recomendati ons and within the tine limtations of adhesive
application. Broomthe nmenbrane to ensure full contact w th adhesive.

Seal | aps with adhesive or by heat fusing with torch or hot air welder as
required by nenbrane manufacturer. Mnimze traffic on installed nmenbrane
during the adhesive cure and set tine.

113.3.4 Ventil ati ng Base Sheets

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: Include this paragraph when ventilating base
sheets are specified in the paragraph entitled
"Description of Roof Menbrane Systeni and in the
absence of rigid board roof insulation. Include
mechani cal attachment or top nop requirenents as
applicable. Were rigid board roof insulation is a
conponent of the roof system ventilating base
sheets should be specified in the roof insulation
section 07 22 00 ROOF AND DECK | NSULATI ON
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Apply ventilating base sheets with 76.2 nm 3 inch side |aps and 152.4 nm 6
inch end laps in accordance with manufacturer's printed application
instructions for substrate [and wind uplift conditions ]specified.

[ Mechani cal attachnents must be as required for wind resistance specified
and to include increased frequency of attachment at corner and perineter
areas. Drive fasteners flush with no dishing or cupping of fastener
plate.] [Top nop perforated sheet with a full, continuous nopping of hot
asphalt.]

13.3.5 [ Fiberglass Felt][Mdified Bitunen] Base Sheet

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Sel ect the applicable application nethod.

Del ete other options. Delete requirenents for
adhered base sheets where the sheet is to be

nmechani cally fastened through to nail abl e deck

Apply base sheets at right angles to roof slope,
except on insulated roofs where nailers (insulation
stops) have been applied at right angles to slope
and on decks sl oped one inch per foot or nore, apply

felts parallel to roof slope. |nclude requirenents
for applying felts to barrel-type roofs only when
applicable.

*% *% *% *% *% *% *% *% *% *% *%%

[Ful ly adhere [spot adhere] base sheets in accordance with nenbrane

manuf acturer's printed instructions.] [Spot adhesion nust be with hot
asphalt applied in 304.8 nm 12 inch dianeter spots installed in two
staggered rows, centered 304.8 mm 12 inch in from edge of the base
sheet.][Apply cold adhesive with airless sprayer or a 6.35 mm 1/ 4 inch
sawt oot hed rubber squeegee and at application rate reconmended by the
menbrane manufacturer. Fully cover substrate with cold adhesive. Ensure
| aps areas of base sheet are fully sealed.] Roll and broomin the base
sheet to ensure full contact with the [hot asphalt][adhesive] application
[On nail abl e substrates, mechanically fasten base sheet in conformance with
specified wind resistance requirenments and nenbrane manufacturer's printed
instructions, and to include increased fastening frequency in corner and
perinmeter areas. Drive fasteners flush with no dishing or cupping of
fastener plate. Were applicable, nmechanically fasten base sheet in
conjunction with insulation to the substrate, in accordance w th menbrane
manuf acturers printed instructions.] Apply sheets in a continuous
operation. Apply sheets with side laps at a mninmumof 50.8 nm 2 inch

unl ess greater side lap is recommended by the manufacturer's standard
witten application instructions. Provide end |aps of not |less than 152.4
mm 6 i nch and staggered a mninumof 914.4 nm 36 inch. Apply sheets [at
right angles to the roof slope so that the direction of water flow is over
and not against the laps] [parallel to the roof slope] [so that plies of
sheets extend fromeave line on one side of the barrel-type roof and 457.2
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mm 18 inch over the center line of the crowm of the roof. Apply sheets on
the other side in the same manner, resulting in twi ce the normal anmpunt of
roofing sheets and asphalt at the crown]. Extend base sheets approximately
50.8 mm 2 inch above the top of cant strips at vertical surfaces and to the
top of cant strips elsewhere. Trimbase sheet to a neat fit around vent

pi pes, roof drains, and other projections through the roof. Application
must be free of ridges, winkles, and buckl es.

.3.6 Modi fi ed Bi tunen Menbrane Application

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: On slopes up to 1:6 (2 inches per foot),
speci fy nenbrane application perpendicular to sl ope
of roof. On slopes greater than or equal to 1:6 (2
i nches per foot), specify nenbrane application
parallel to roof slope.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Ensure proper sheet alignment prior to installation. [Apply nenbrane

| ayers perpendicular to slope of roof in shingle fashion to shed water,

i ncluding application on areas of tapered insulation that change sl ope
direction.][Apply menbrane | ayers parallel to slope of roof.] Bucking or
backwater | aps are prohibited. Fully adhere nenbrane sheets to underlying
substrate materials. Provide minimum76.2 nm 3 inch side | aps and m ni num
152.4 mm 6 inch end | aps and as ot herw se required by nenbrane
manufacturer. Stagger end laps mininmum914.4 mm 36 inch. Ofset side

| aps between menbrane layers a ninimumof 304.8 mm 12 inch. O fset end

| aps between menbrane layers a ninimumof 914.4 mm 36 inch. |Install all
menbrane | ayers the sanme workday, unless supported ot herw se by roof

menbr ane manufacturer application instructions and approved by the
Contracting Officer. Provide tight snooth | anmi nati ons of each nenbrane

| ayer without winkles, ridges, buckles, kinks, fishmouths, or voids.
Ensure full menbrane adhesion and full lap seals. Rework to seal any open
| aps prior to application of subsequent menbrane |ayers. The conpleted
menbrane application nust be free of surface abrasions, air pockets,
blisters, ridges, winkles, buckles, kinks, fishnmouths, voids, or open
seams.

.3.6.1 Cap Sheet Installation

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include the option of hot asphalt or torch
application of cap sheet where permissible. Torch
appl i ed cap sheet can be applied over hot nopped
menbrane plies. Torch application of cap sheet may
reduce instances of cap sheet blistering.

VWhere finished appearance of the roof is of
consequence, include the bracketed requirenent for
granul e application in areas of bitumen bleed out.
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Under | yi ng appl i ed menbrane nust be inspected and repaired free of danmge,
hol es, puncture, gouges, abrasions, and any other defects, and free of

nmoi sture, loose materials, debris, sedinents, dust, and any other
conditions required by the menbrane manufacturer prior to cap sheet
installation. Do not apply cap sheet if rain or frozen precipitation has
occurred within the previous 24 hours. Align cap nenbrane and apply by the
specified nethod with the proper side and end lap widths. [Set cap sheet
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in hot asphalt or torch apply as recommended by the nodified bitunmen
menbrane manufacturer.] Cut at a 45 degree angl e across sel vage edge of
cap nmenbrane to be overlapped in end | ap areas prior to applying

overl apping cap nenbrane. [Apply matching granules in any areas of

[ bi tunen] [ adhesi ve] bleed out while the [asphalt is still hot][adhesive is
still tacky].] Mnimze traffic on newy installed cap sheet nenbrane

[3.3.6.2 Backnai l i ng of Cap Sheet

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Include this paragraph for roof slopes
greater than or equal to 1:6 (2 inches per foot).
Coordinate with insulation Section 07 22 00 ROOF AND
DECK | NSULATI ON and nail er requirenents Section

06 10 00 ROUGH CARPENTRY to allow for backnailing of
t he nmenbrane.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Unl ess ot herwi se recommended by the nodified bitunen nenbrane manufacturer
and approved by the Contracting O ficer, provide nmninum88.9 mm3-1/2 inch
wide nailing strips matching insulation thickness and applied perpendicul ar
to roof slope for backnailing of roof menbrane. Space nailing strips as
recomended by the nmenbrane nanufacturer, but not exceeding 4.88 m 16 foot
on center unless approved otherw se by the Contracting Officer. Coordinate
the nailer installation with insulation requirenents. Install the nodified
bi tunen cap sheet to provide for end laps at nailer locations. Nail the
nmodi fi ed bitumen cap sheet at the end |ap area across the width of the
sheet. Nail within 25.4 nm 1 inch of each edge of the sheet and at 203.2
mmto 215.9 mMmm 8 inch to 8-1/2 inch on center across the width of the sheet
in a staggered fashion. Nails nust have 25.4 nm 1 inch dianeter nmetal cap
or be nailed through 25.4 mm 1 inch dianeter caps. Cover nails by
over |l appi ng adj acent upsl ope sheet at the end | ap area.

13.3.7 Menbr ane Fl ashi ng

Apply two-ply nodified bitumen strip flashing and sheet flashing in the
angl es fornmed where the roof deck abuts walls, curbs, ventilators, pipes,
and ot her vertical surfaces, and where necessary to make the work
watertight. Apply nenbrane flashing in accordance with the roof menbrane
manuf acturers printed instructions and as specified. Cut at a 45 degree
angl e across termnating end |l ap area of cap nenbrane prior to applying
adj acent overl appi ng cap nenbrane. Press flashing into place to ensure
full adhesion and avoid bridging. Ensure full lap seal in all |ap areas.
Mechani cally fasten top edge of nodified bitum nous base flashing 150 nm (6
i nches) on center through minimm25.4 nm1 inch diameter tin caps with
fasteners of sufficient length to enbed mini num one inch into attachnent
substrate.[ Apply matching granules in any areas of [asphalt][adhesive]

bl eed out while the [asphalt is still hot][adhesive is still tacky].]
Apply nenbrane liner over top of exposed nailers and bl ocking and to
overlap top edge of base flashing installation at curbs, parapet walls,
expansion joints and as otherw se indicated to serve as waterproof |ining
under sheet metal flashing conponents. Metal flashing per SMACNA 1793

gui del i nes and standards is specified under Section 07 60 00 FLASH NG AND
SHEET METAL. Do not set netal flashing in hot asphalt.

3.3.7.1 Menbrane Strip Fl ashing

Set prined flanges of netal flashing in full bed of nodified bitum nous
cement material and securely fasten through to attachnent substrate.

SECTION 07 52 00 Page 41



Strip-in with nmenbrane flashing so that strip extends not |less than 101.6 mm
4 inch beyond outer edge of flange. Where nultiple nmenbrane stripping
plies are installed, extend each additional stripping ply mninm2101.6 nm

4 inch beyond edge of previous ply.

[3.3.7.2 Menmbrane Fl ashing at Roof Drain
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NOTE: Include this paragraph when roof drains are
indicated.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Roof drains are specified in Section 22 00 00 PLUVBI NG GENERAL PURPCSE

Fl ashing for roof drains, is specified in Section 07 60 00 FLASH NG AND
SHEET METAL. Extend menbrane sheets to edge of drain bow opening at the
roof drain deck flange in accordance with nmenbrane nmanufacturer's printed
application instructions. Securely clanp nenbrane sheets and netal roof
drain flashing and strip flashing in the flashing clanping ring. Secure
clanps so that sheets and netal flashing are free fromwinkles and fol ds.
Trimstripping nust be flush with inside of clanping ring.

I 3.3.7.3 Pre-fabricated Curbs

Securely anchor prefabricated curbs to nailer or other base substrate and
flash with nodified bitumen nmenbrane

13.3.7.4 Set-On Accessories

Where pipe or conduit bl ocking, supports and similar roof accessories are
set on the nenbrane, adhere wal kpad material to bottom of accessories prior
to setting on roofing menbrane. Specific nethod of installing set-on
accessories nust pernit normal novenment due to expansion, contraction,

vi bration, and simlar occurrences w thout danagi ng roofing nenbrane. Do
not nechanically secure set-on accessories through roofing nenbrane into
roof deck substrate.

3.3.7.5 Li ght ni ng Protection

Fl ash and attach lightning protection system conponents to the roof
menbrane in a manner acceptable to the roof nenbrane manufacturer

3.3.8 Roof Wal kpads

Install wal kpads at roof access points and where otherw se indicated for
traffic areas and for access to nechani cal equi pnent, in accordance with
the nodified bitunen sheet roofing manufacturer's printed instructions.
Provide mininmum 152.4 nmm 6 i nch separation between adjacent wal kpads to
acconmodat e drai nage. Provide wal kpad [or an additional |ayer of cap
sheet] under precast concrete paver blocks to protect the roofing.

[3.3.9 El evated Metal [Wal kways] [and] [Pl atforns]

Install over conpleted roof systemin accordance with [ Section 05 50 13

M SCELLANEOUS METAL FABRI CATI ONS][ Section 05 51 33 METAL LADDERS][ Section
05 52 00 METAL RAILINGS][ Section 05 51 00 METAL STAIRS]. Provide for
protection of roof nmenmbrane by placing wal kpad material, or other materia
approved by the Contracting Oficer, at all surface bearing support

locations.
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13.3.10 Paver Bl ocks

Install paver blocks where indicated and as necessary to support surface
bearing itens traversing the roof area. Set paver block on a | ayer of
wal kpad [or cap sheet] applied over the conpleted roof nenbrane.

[3.3.11 Fi el d Applied Surfacing
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NOTE: Delete "Field Applied Surfacing" and

associ ated paragraphs if factory-applied granule
surfaced nenbrane is specified. Oherw se, include
only the applicable surfacing, delete all others.
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After conpl etion of roof nenbrane and flashing installation, and correction
of tears, gouges, and other deficiencies in the installed work, apply
speci fi ed surfacing.

[3.3.11.1 Aggregate

Il

Uniformy flood coat the surface with hot asphalt at a rate of approximate
27.2 kg 60 pounds per square. Wile asphalt is still hot, apply grave
aggregate surfacing material at a rate of 181.4 kg 400 pounds per square or
136.1 kg 300 pounds per square for slag or other approved aggregate
surfacing. Provide for full and uniform coverage of the roof surface.
Solidly adhere approxi mately 50 percent of the aggregate in the asphalt.

3.3.11.2 Coating Application

Apply surface coating materials to nenbrane and flashing in accordance with
coating material manufacturer's recomendati ons.

113.3.12 Correction of Deficiencies

Where any formof deficiency is found, additional neasures will be taken as
deened necessary by the Contracting Oficer to deternmine the extent of the
deficiency and corrective actions nmust be perforned as directed by the
Contracting Oficer.

.3.13 Cean Up

Renove debris, scraps, containers and other rubbish and trash resulting
frominstallation of the roofing systemfromjob site each day.

.4 CORRECTI ON OF DEFI Cl ENCI ES

Where any formof deficiency is found, additional neasures nust be taken as
deened necessary by the Contracting Oficer to deternmine the extent of the
deficiency and corrective actions nust be as directed by the Contracting
Officer.

.5 PROTECTI ON OF APPLI ED ROOFI NG

At the end of the day's work and when precipitation is inmmnent, protect
applied nodi fied bitumen roofing systemfromwater intrusion
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[3.5.1 Water Cutoffs
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NOTE: Include this paragraph when roof insulation
is a substrate for the nodified bitunen sheet
roofing.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Straighten insulation line using |oose-laid cut insulation sheets and sea
the terninated edge of nodified bitunen roofing systemin an effective
manner. [Seal off flutes in netal decking along the cutoff edge.] Renobve
the water cut-offs to expose the insulation when resuning work, and renove
the insulation sheets used for fill-in.

13.5.2 Tenporary Fl ashing for Permanent Roofing
Provide tenporary flashing at drains, curbs, walls and other penetrations
and term nations of roofing sheets until pernmanent flashing can be applied.
Renove tenporary flashing before applying permanent fl ashing.

3.5.3 Tenporary Wl kways, Runways, and Pl atforns
Do not permt storing, wal king, wheeling, and trucking directly on applied
roofing materials. Provide tenporary wal kways, runways, and platforns of
snmoot h cl ean boards, mats or planks as necessary to avoid damage to applied
roofing materials, and to distribute weight to conformto live load linits
of roof construction. Use rubber-tired equiprment for roofing work.

3.6 FI ELD QUALI TY CONTROL

Performfield tests in the presence of the Contracting Oficer. Notify the
Contracting O ficer one day before perforning tests.

[3.6.1 Test for Surface Dryness

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: | nclude paragraph or bracketed requirenent
when hot - nopped nenbranes are used or base sheets
are hot-nopped to non-nail abl e substrates.
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Bef ore application of nenbrane sheets and starting work on the area to be
roofed, performtest for surface dryness in accordance with the foll ow ng:

a. Foaming: \When poured on the surface to which nenbrane materials are to
be applied, one pint of asphalt when heated in the range of 176 to 204
degrees C 350 to 400 degrees F, must not foam upon contact.

b. Strippability: On cenentitious substrate surfaces, after asphalt used
in the foanming test application has cooled to anbi ent tenperatures,
test coating for adherence. Shoul d a portion of the sanple be readily
stripped clean fromthe surface, do not consider the surface to be dry
and do not start application. Should rain occur during application
stop work and do not resune until surface has been tested by the nethod
above and found dry.

c. Prior to installing any roof systemon a concrete deck, conduct a test

per ASTM D4263. The deck is acceptable for roof system application
when there is no visible noisture on underside of plastic sheet after
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13.6.2

24 hours.

Construction Monitoring

During progress of the roof work, Contractor nust make visual inspections
as necessary to ensure conpliance with specified paraneters. Additionally,
verify the follow ng:

a.

b

[3.6.2

Materials conply with the specified requirenents.
Materials are not installed in adverse weat her conditions.

All materials are properly stored, handl ed and protected from noi sture
or other damages.

Equi prent is in working order. Metering devices are accurate.

Substrates are in acceptable condition, in conpliance with
specification, prior to application of subsequent materials.

(1) Nailers and blocking are provided where and as needed.

I nsul ation substrate is snooth, properly secured to its substrate,
and wi t hout excessive gaps prior to nmenbrane application

(2) The proper nunber, type, and spacing of fasteners are installed.
Menbr ane heating, hot nopping, or adhesive application is provided
uniformy and as necessary to ensure full adhesion of rol
materials. Asphalt is heated and applied within the specified
t enperature range

The proper nunber and types of plies are installed, with the specified
overlaps.

Appl i ed nmenbrane surface is inspected, cleaned, dry, and repaired as
necessary prior to cap sheet installation

(3) Lap areas of all plies are conpletely seal ed.

Menmbrane is fully adhered without ridges, winkles, kinks, fishnouths,
or other voids or del am nations.

Install er adheres to specified and detail ed application paraneters.

Associ ated flashing and sheet nmetal are installed in a tinely manner
in accord with the specified requirenents.

Tenporary protection nmeasures are in place at the end of each work
shift.

.1 Manuf acturer's | nspection

*%

*% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include this paragraph when nmanufacturer's

i nspection of work is required. Select desired
frequency of nanufacturer inspection and coordinate
with text of optional second and third bracketed
sentences.
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Manuf acturer's technical representative nmust visit the site a m ni mum of
three [ | ] times [once per week] during the installation for purposes of
reviewing materials installation practices and adequacy of work in place.

[ Inspections nust occur during the first 20 squares of nenbrane
installation, at md-point of the installation, and at substantia
completion, at a minimum Additional inspections nmust not exceed one for
each 100 squares of total roof area with the exception that foll ow up

i nspections of previously noted deficiencies or application errors nust be
performed as requested by the Contracting Oficer.] After each inspection
submit a report, signed by the manufacturer's technical representative to
the Contracting Oficer within 3 working days. Note in the report overal
quality of work, deficiencies and any other concerns, and recomrended
corrective action.

13.6.3 Sanpl es of Roofi ng

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: This requirenment is included for optiona
enforcenent at the discretion of the Contracting
Oficer. It is not the intent to require cut
sanples on all roof projects.

*% *% *% *% *% *% *% *% *% *% *% *%%

Take sanpl es per ASTM D5147/D5147N, sized 101.6 nm by 1016 mm 4-inch by
40-inch cut across width of nodified bitumen sheets as directed by the
Contracting Oficer. Cut sanmples will be exani ned by the Contracting
Oficer for specified nunber of plies, proper lap width, conplete |ap seal
full uniform adhesi ve conpound application and adhesion, full bond between
plies, harnful foreign materials, presence of noisture, and wet insulation
Where cuts are not retained by the Contracting Oficer or disposed, set cut
strip back in cut area in bed of nodified bitunen cement. Repair area of
cut with new nmininumtwo-ply nodi fied bitunmen nenbrane patch

3.6.4 Roof Drain Test
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NOTE: Include this paragraph when roof drains are
required. Consult with structural engineer to
verify | oading capability of roof structural system

*% *% *% *% * *% *% *% *%%

After conpleting roofing, but prior to Governnent acceptance, performthe
followi ng test for watertight integrity. Plug roof drains and fill with
water to edge of drain sunp for 8 hours. Do not plug secondary overfl ow
drains at the sane tine as adjacent primary drain. To ensure sone drainage
fromroof, do not test all drains at same tine. Measure water at beginning
and end of the test period. When precipitation occurs during test period,
repeat test. Wien water level falls, renmove water, thoroughly dry, and
inspect installation; repair or replace roofing at drain to provide for a
properly installed watertight flashing seal. Repeat test until there is no
wat er | eakage

[3.7 I NFRARED | NSPECTI ON
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NOTE: This optional requirenment should be included
only under special circunmstances and on roof systens
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conduci ve to effective infrared scanning, or as
ot herwi se instructed.
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[Eight][___ ] nonths after conpletion of the roofing system the
Contractor nust inspect the roof surface using infrared (I R) scanning as
specified in ASTM C1153. Wiere the IR inspection indicates noisture
intrusion, wet insulation and damaged or deficient materials or
construction nmust be replaced in a manner to provide watertight
construction and maintain the specified roof systemwarranties.

13.8 | NSTRUCTI ONS TO [ GOVERNVENT] [ CONTRACTOR] PERSONNEL

Furnish witten and verbal instructions on proper maintenance procedures to
desi gnat ed Governnent personnel. Furnish instructions by a conpetent
representative of the nodified bitumen nmenbrane manufacturer and include a
m ni mum of 4 hours on mai ntenance and energency repair of the nenbrane.

I nclude a denonstration of nenbrane repair, and give sources of required
special tools. Furnish information on safety requirenents during

mai nt enance and energency repair operations.

3.9 | NFOCRVATI ON CARD

For each roof, furnish a typewitten information card for facility Records
and a card lanminated in plastic and franed for interior display at roof
access point, or a photoengraved 1 nm 0.039 inch thick alum numcard for
exterior display. Card nust be 215 mmby 275 nm 8 1/2 by 11 inch m ni num
Information card must identify facility name and nunber; |ocation; contract
nunber; approxi nate roof area; detailed roof systemdescription, including
deck type, nenbrane, nunber of plies, nethod of application, manufacturer

i nsul ation and cover board system and thickness; presence of tapered
insulation for primary drai nage, presence of vapor retarder; date of
completion; installing contractor identification and contact information;
menbr ane manufacturer warranty expiration, warranty reference nunber, and
contact information. The card nust be a mninmumsize of 215 nmby 275 Mm 8
1/2 by 11 inch. Install card at roof top or access |ocation as directed by
the Contracting O ficer and provide a paper copy to the Contracting Oficer

-- End of Section --
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