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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or   post - t ensi oned,  cent r i f ugal l y cast  
cyl i nder  pi l es and pr est r essed st at i cal l y  cast  
cyl i nder  pi l es.   Pi l e r ei nf or c i ng speci f i ed i n t hi s 
gui de speci f i cat i on i s f or  st eel ,  speci al  
r ei nf or cement  mat er i al s ( i . e.  composi t e,  
non- magnet i c,  et c. )  shoul d be added on a pr oj ect  by 
pr oj ect  basi s.

Adher e t o UFC 1- 300- 02 Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Cr i t er i a Change Request  ( CCR) .

**************************************************************************

**************************************************************************
NOTE:  TO DOWNLOAD UFGS GRAPHI CS
Go t o 
http://www.wbdg.org/ffc/dod/unified-facilities-guide-specifications-ufgs/forms-graphics-tables

**************************************************************************

**************************************************************************
NOTE:   The ext ent  and l ocat i on of  t he wor k t o be 
accompl i shed shoul d be i ndi cat ed on t he pr oj ect  
dr awi ngs or  i ncl uded i n t he pr oj ect  speci f i cat i on.

**************************************************************************

**************************************************************************
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NOTE:   The f ol l owi ng i nf or mat i on shal l  be shown on 
t he dr awi ngs:

1.   Locat i ons and desi gn l oads on pi l es.   I f  bot h 
t ensi on and compr essi on pi l es ar e cont ai ned i n 
desi gn,  i dent i f y  by t ype.

2.   Si ze,  shape,  and l engt h of  pi l es.

3.   Locat i ons,  s i zes,  and number  of  l ongi t udi nal  
duct s f or  post  t ensi oned st eel .   Locat i on,  s i zes and 
number  of  pr est r essi ng st r ands.   Uni t  st r esses f or  
post  t ensi oned and pr est r essi ng st r ands or  wi r e.

4.   Det ai l s  of  r ei nf or cement  and t endons.

5.   Det ai l s  of  spl i ces,  i f  r equi r ed.

6.   Locat i ons of  t est  pi l es,  i f  r equi r ed.

7.   Soi l  dat a,  wher e r equi r ed.
**************************************************************************

PART 1   GENERAL

1. 1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.  The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out s i de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y  
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y  
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publ i cat i ons l i s t ed bel ow f or m a par t  of  t hi s speci f i cat i on t o t he 
ext ent  r ef er enced.   The publ i cat i ons ar e r ef er r ed t o wi t hi n t he t ext  by t he 
basi c desi gnat i on onl y.

AMERI CAN ASSOCI ATI ON OF STATE HI GHWAY AND TRANSPORTATI ON OFFI CI ALS 
(AASHTO)

AASHTO T 259 ( 2002;  R 2017)  St andar d Met hod of  Test  f or  
Resi st ance of  Concr et e t o Chl or i de I on 
Penetration

SECTI ON 31 62 13. 24  Page 6



AMERI CAN CONCRETE I NSTI TUTE ( ACI )

ACI  211. 1 ( 1991;  R 2009)  St andar d Pr act i ce f or  
Sel ect i ng Pr opor t i ons f or  Nor mal ,  
Heavywei ght  and Mass Concr et e

ACI  214R ( 2011)  Eval uat i on of  St r engt h Test  Resul t s 
of  Concr et e

ACI  318 ( 2014;  Er r at a 1- 2 2014;  Er r at a 3- 5 2015;  
Er r at a 6 2016;  Er r at a 7- 9 2017)  Bui l di ng 
Code Requi r ement s f or  St r uct ur al  Concr et e 
( ACI  318- 14)  and Comment ar y ( ACI  318R- 14)

ACI  318M ( 2014;  ERTA 2015)  Bui l di ng Code 
Requi r ement s f or  St r uct ur al  Concr et e & 
Commentary

ACI  SP- 66 ( 2004)  ACI  Det ai l i ng Manual

AMERI CAN WELDI NG SOCI ETY ( AWS)

AWS D1. 4/ D1. 4M ( 2011)  St r uct ur al  Wel di ng Code -  
Rei nf or c i ng St eel

ASTM I NTERNATI ONAL ( ASTM)

ASTM A1064/ A1064M ( 2017)  St andar d Speci f i cat i on f or  
Car bon- St eel  Wi r e and Wel ded Wi r e 
Rei nf or cement ,  Pl ai n and Def or med,  f or  
Concrete

ASTM A416/ A416M ( 2018)  St andar d Speci f i cat i on f or  
Low- Rel axat i on,   Seven- Wi r e f or  
Pr est r essed Concr et e

ASTM A615/ A615M ( 2016)  St andar d Speci f i cat i on f or  Def or med 
and Pl ai n Car bon- St eel  Bar s f or  Concr et e 
Reinforcement

ASTM A706/ A706M ( 2016)  St andar d Speci f i cat i on f or  
Low- Al l oy St eel  Def or med and Pl ai n Bar s 
f or  Concr et e Rei nf or cement

ASTM A886/ A886M ( 2017)  St andar d Speci f i cat i on f or  St eel  
St r and,  I ndent ed,  Seven- Wi r e 
St r ess- Rel i eved f or  Pr est r essed Concr et e

ASTM A996/ A996M ( 2016)  St andar d Speci f i cat i on f or  
Rai l - St eel  and Axl e- St eel  Def or med Bar s 
f or  Concr et e Rei nf or cement

ASTM C1202 ( 2019)  St andar d Test  Met hod f or  El ect r i cal  
I ndi cat i on of  Concr et e' s Abi l i t y  t o Resi st  
Chl or i de I on Penet r at i on

ASTM C1218/ C1218M ( 2017)  St andar d Test  Met hod f or  
Wat er - Sol ubl e Chl or i de i n Mor t ar  and 
Concrete
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ASTM C1240 ( 2014)  St andar d Speci f i cat i on f or  Si l i ca 
Fume Used i n Cement i t i ous Mi xt ur es

ASTM C1260 ( 2014)  St andar d Test  Met hod f or  Pot ent i al  
Al kal i  React i v i t y of  Aggr egat es 
( Mor t ar - Bar  Met hod)

ASTM C136/ C136M ( 2014)  St andar d Test  Met hod f or  Si eve 
Anal ysi s of  Fi ne and Coar se Aggr egat es

ASTM C143/ C143M ( 2015)  St andar d Test  Met hod f or  Sl ump of  
Hydr aul i c- Cement  Concr et e

ASTM C150/ C150M ( 2018)  St andar d Speci f i cat i on f or  Por t l and 
Cement

ASTM C1567 ( 2013)  St andar d Test  Met hod f or  Pot ent i al  
Al kal i - Si l i ca React i v i t y of  Combi nat i ons 
of  Cement i t i ous Mat er i al s and Aggr egat e 
( Accel er at ed Mor t ar - Bar  Met hod)

ASTM C172/ C172M ( 2017)  St andar d Pr act i ce f or  Sampl i ng 
Fr eshl y Mi xed Concr et e

ASTM C260/ C260M ( 2010a;  R 2016)  St andar d Speci f i cat i on f or  
Ai r - Ent r ai ni ng Admi xt ur es f or  Concr et e

ASTM C31/ C31M ( 2019)  St andar d Pr act i ce f or  Maki ng and 
Cur i ng Concr et e Test  Speci mens i n t he Fi el d

ASTM C33/ C33M ( 2018)  St andar d Speci f i cat i on f or  Concr et e 
Aggregates

ASTM C39/ C39M ( 2018)  St andar d Test  Met hod f or  
Compr essi ve St r engt h of  Cyl i ndr i cal  
Concr et e Speci mens

ASTM C42/ C42M ( 2018a)  St andar d Test  Met hod f or  Obt ai ni ng 
and Test i ng Dr i l l ed Cor es and Sawed Beams 
of  Concr et e

ASTM C494/ C494M ( 2017)  St andar d Speci f i cat i on f or  Chemi cal  
Admi xt ur es f or  Concr et e

ASTM C595/ C595M ( 2018)  St andar d Speci f i cat i on f or  Bl ended 
Hydr aul i c Cement s

ASTM C618 ( 2019)  St andar d Speci f i cat i on f or  Coal  Fl y 
Ash and Raw or  Cal c i ned Nat ur al  Pozzol an 
f or  Use i n Concr et e

ASTM C666/ C666M ( 2015)  Resi st ance of  Concr et e t o Rapi d 
Fr eezi ng and Thawi ng

ASTM C881/ C881M ( 2015)  St andar d Speci f i cat i on f or  
Epoxy- Resi n- Base Bondi ng Syst ems f or  
Concrete
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ASTM C989/ C989M ( 2018a)  St andar d Speci f i cat i on f or  Sl ag 
Cement  f or  Use i n Concr et e and Mor t ar s

ASTM D1143/ D1143M ( 2007;  R 2013)  Pi l es Under  St at i c  Axi al  
Compr essi ve Load

ASTM D3689 ( 2007;  E 2013;  R 2013)  St andar d Test  
Met hods f or  Deep Foundat i ons Under  St at i c 
Axi al  Tensi l e Load

ASTM D3966/ D3966M ( 2007)  St andar d Test  Met hods f or  Deep 
Foundat i ons Under  Lat er al  Load

ASTM D4945 ( 2017)  St andar d Test  Met hod f or  
Hi gh- St r ai n Dynami c Test i ng of  Deep 
Foundations

POST- TENSI ONI NG I NSTI TUTE ( PTI )

PTI  M55. 1 ( 2012;  ERTA 2012;  Addendum 1 2013)  
Speci f i cat i on f or  Gr out i ng of  
Post - Tensi oned St r uct ur es

PRECAST/ PRESTRESSED CONCRETE I NSTI TUTE ( PCI )

PCI  JR- 382 ( 1993)  PCI  Jour nal :   Recommended Pr act i ce 
f or  Desi gn,  Manuf act ur e and I nst al l at i on 
of  Pr est r essed Concr et e Pi l i ng

PCI  MNL- 116 ( 1999)  Manual  f or  Qual i t y Cont r ol  f or  
Pl ant s and Pr oduct i on of  St r uct ur al  
Pr ecast  Concr et e Pr oduct s,  4t h Edi t i on

[ 1. 2   LUMP SUM PAYMENT

**************************************************************************
NOTE:   Use t hi s par agr aph f or  l ump- sum cont r act s,  
consul t  wi t h Cont r act i ng Of f i cer ' s Techni cal  
Repr esent at i ve ( Geot echni cal  Br anch)  on 
appl i cabi l i t y  of  use pr i or  t o sel ect i on.   Thi s 
par agr aph wi l l  be t ypi cal l y  used when t her e ar e 1)  
r el at i vel y smal l  quant i t y of  pi l es,  2)  al l owabl e 
pi l e l oadi ng i s l ess t han 40 t ons,  and 3)  t he 
subsur f ace condi t i ons ar e wel l  def i ned.   Fi l l  i n 
Tabl e I  as r equi r ed sel ect i ng col umns appl i cabl e t o 
pr oj ect .   Gener al l y,  pi l e capaci t y,  l ocat i on,  and 
mi ni mum t i p el evat i on ar e shown on pl ans.   Test  
pi l es and l oad t est s ar e not  i ncor por at ed on l ump 
sum cont r act s.   Del et e t hi s par agr aph f or  uni t - pr i ce 
contracts. 

**************************************************************************

Base bi ds upon pr ovi di ng t he number ,  s i ze,  capaci t y,  and l engt h of  pi l es as 
i ndi cat ed on t he [ dr awi ngs. ]  [ f ol l owi ng Tabl e I :

SECTI ON 31 62 13. 24  Page 9



Tabl e I

[ Location ]  Number Size Capacity Length
( t i p t o cut - of f )

]

The cont r act  pr i ce f or  pi l i ng shal l  i ncl ude t he cost  of  al l  necessar y 
equi pment ,  t ool s,  mat er i al ,  l abor ,  and super vi s i on r equi r ed t o:   del i ver ,  
handl e,  i nst al l ,  cut - of f ,  di spose of  any cut - of f s,  and meet  t he appl i cabl e 
cont r act  r equi r ement s.   The cont r act  pr i ce al so i ncl udes mobi l i zat i on,  
pr e- dr i l l i ng,  and r edr i v i ng heaved pi l es.   I f ,  i n r edr i v i ng,  i t  i s  f ound 
t hat  any pi l e i s  not  of  suf f i c i ent  l engt h t o pr ovi de t he capaci t y 
speci f i ed,  not i f y t he Cont r act i ng Of f i cer ,  who r eser ves t he r i ght  t o 
i ncr ease or  decr ease t he t ot al  l engt h of  pi l es t o be f ur ni shed and 
i nst al l ed by changi ng t he pi l e l ocat i ons or  el evat i ons,  r equi r i ng t he 
i nst al l at i on of  addi t i onal  pi l es,  or  di r ect i ng t he omi ssi on of  pi l es f r om 
t he r equi r ement s shown and speci f i ed.   Shoul d t ot al  number  of  pi l es or  
number  of  each l engt h var y f r om t hat  speci f i ed as t he basi s f or  bi ddi ng,  an 
adj ust ment  i n t he cont r act  pr i ce or  t i me f or  compl et i on,  or  bot h,  wi l l  be 
made i n accor dance wi t h t he cont r act  document s.   Payment  f or  pi l es wi l l  be 
based on successf ul l y  i nst al l i ng pi l es t o bot h t he mi ni mum t i p el evat i on 
and sat i sf y i ng t he accept ance cr i t er i a i dent i f i ed her ei n.   No addi t i onal  
payment  wi l l  be made f or :   damaged,  r ej ect ed,  or  mi spl aced pi l es;  wi t hdr awn 
pi l es;  any por t i on of  a pi l e r emai ni ng above t he cut - of f  el evat i on;  
backdr i v i ng;  cut t i ng of f  pi l es;  spl i c i ng;  bui l d- ups;  any cut - of f  l engt h of  
pi l es;  or  ot her  excesses beyond t he assumed pi l e l engt h i ndi cat ed f or  whi ch 
t he Cont r act or  i s  r esponsi bl e.

1. 2. 1   Accept ance Cr i t er i a

Saf e desi gn capaci t y f or  pi l es i s  [ _____]  t ons.   Pi l es shal l  be dr i ven t o a 
mi ni mum dept h of  [ _____]  f eet  bel ow cut - of f  el evat i on,  and t o such 
addi t i onal  dept h as r equi r ed t o obt ai n a bear i ng capaci t y of  not  l ess t han 
[ _____]  t ons.

The f ol l owi ng f or mul as ar e pr esent ed onl y as a gui de t o ai d i n est abl i shi ng 
t he cont r ol l i ng penet r at i on per  bl ow,  whi ch,  t oget her  wi t h t he mi ni mum 
dept h of  penet r at i on wi l l  ser ve t o det er mi ne t he r equi r ed mi ni mum dept h of  
penet r at i on of  each i ndi v i dual  pi l e:

R =    2E ___            For  doubl e act i ng hammer s
    S pl us 0. 1

R =    2WH ___           For  s i ngl e act i ng hammer s
    S pl us 0. 1

Wher e R i s t he appr oxi mat e al l owabl e pi l e l oad i n k i ps;  E equal s t he ener gy 
i n f oot - k i ps per  bl ow based on an accept abl e cer t i f i ed st at ement  f r om t he 
manuf act ur er  of  t he hammer ;  W equal s t he wei ght  of  t he hammer  or  r am i n 
k i ps;  H equal s t he hei ght  of  f al l  of  t he hammer  of  r am i n f eet ;  and S 
equal s t he aver age i nches of  penet r at i on per  bl ow f or  t he l ast  t hr ee 
bl ows.   An al l owance shal l  be made f or  r educed penet r at i on caused by shock 
absor pt i on of  t he cushi on or  cap bl ocks.

] 1. 3   MEASUREMENT AND PAYMENT

**************************************************************************
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NOTE:   For  NAVFAC PAC pr oj ect s:   Wher e t her e i s uni t  
pr i c i ng f or  pi l es,  use t hi s par agr aph and edi t  
appl i cabl e at t achment s f r om Sect i on 00 22 13. 00 20 
SUPPLEMENTARY I NSTRUCTI ONS TO OFFERORS f or  i ncl usi on 
i n St andar d For m 1442,  " Sol i c i t at i on,  Of f er  and 
Awar d"  and " Schedul e of  Bi d I t ems. "   Sel ect  f i r st  
br acket ed t ext .

The engi neer  of  r ecor d shal l  wor k wi t h t he 
Gover nment  Cont r act  Speci al i s t  t o devel op a basi s of  
bi d st at ement  wi t h uni t  pr i ced i t ems f or  t he 
pr oj ect ,  pr ovi di ng base bi d quant i t i es as appl i cabl e.

**************************************************************************

[ For  uni t  pr i ce bi d,  see SF 1442,  " Sol i c i t at i on,  Of f er  and Awar d"  and 
" Schedul e of  Bi d I t ems. " ]  Sect i on 00 22 13. 00 20 SUPPLEMENTARY I NSTRUCTI ONS 
TO OFFERORS.

**************************************************************************
NOTE:   For  NAVFAC LANT pr oj ect s,  use t he f ol l owi ng 
par agr aph f or  measur ement  and payment  and subsequent  
sub-parts.

**************************************************************************

Requi r ement s of  FAR 52. 211- 18 Var i at i on i n Est i mat ed Quant i t y shal l  not  
appl y t o payment  f or  pi l i ng.   Each pi l e and t est  pi l e pr ovi ded and accept ed 
wi l l  be pai d f or  at  t he bi d uni t  pr i ce per  uni t  l engt h,  whi ch pr i ce shal l  
i ncl ude i t ems i nci dent al  t o f ur ni shi ng and dr i v i ng t he pi l es i ncl udi ng:  
mobi l i zat i on and demobi l i zat i on, [  j et t i ng] [  pr edr i l l i ng] [  pr obi ng] ,  
r edr i v i ng upl i f t ed pi l es,  [ an addi t i onal  1. 5 m 5 f eet  i n f ur ni shed l engt h 
f or  any t est  pi l e not  dr i ven beyond est i mat ed pi l e l engt h, ]  and cut t i ng of f  
pi l es at  t he cut of f  el evat i on.   [ The cost  f or  addi t i onal  l engt h f or  t he 
t est  pi l es shal l  be i ncl uded i n t he t ot al  uni t  pr i ce cost  f or  t he j ob. ]   
Payment  shal l  be made f or  j ob [ and t est  pi l es]  at  t he bi d uni t  pr i ce f or  
t he l engt h of  pi l e,  f r om t i p t o f i nal  cut of f ,  act ual l y pr ovi ded,  excl udi ng 
bui l dups di r ect ed by t he Cont r act i ng Of f i cer  t o be made.   Shoul d t he act ual  
cumul at i ve pi l e l engt h dr i ven ( t i p t o cut of f )  var y mor e t han 25 per cent  
f r om t he t ot al  pi l e l engt h speci f i ed as a basi s f or  bi ddi ng,  at  t he 
di r ect i on of  t he Cont r act i ng Of f i cer ,  t he uni t  pr i ce per  uni t  l engt h wi l l  
be adj ust ed i n accor dance wi t h pr ovi s i ons of  FAR 52. 236- 2 Di f f er i ng Si t e 
Conditions.

1. 3. 1   Pi l e Cut - of f

Wher e t he t i p t o cut of f  l engt h i s  l ess t han t hat  cal cul at ed f r om t he 
r esul t s of  t est  pi l e dr i v i ng [ and l oad  t est i ng] ,  payment  f or  t hat  por t i on 
of  pi l e not  dr i ven wi l l  be made at  75 per cent  of  t he bi d uni t  pr i ce and no 
ot her  payment  wi l l  be made f or  maki ng t he cut of f .

1. 3. 2   Pi l e Bui l d- ups

Payment  f or  bui l dups wi l l  be made at  125 per cent  of  t he bi d uni t  pr i ce.

1. 3. 3   Pul l ed Pi l es

Pi l es r equi r ed t o be pul l ed at  no f aul t  of  t he Cont r act or  wi l l  be pai d f or  
at  t he bi d uni t  pr i ce f or  f ur ni shi ng and dr i v i ng t he pi l e i n i t s  or i gi nal  
posi t i on pl us 25 per cent  of  t he amount  t o cover  t he cost  of  pul l i ng.   Such 
pul l ed pi l es when r edr i ven wi l l  be pai d f or  at  25 per cent  of  t he bi d uni t  
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pr i ce f or  t he l engt h dr i ven.

[ 1. 3. 4   Pi l e Load Test

Payment  f or  each pr ovi ded and accept ed compl et e t est  l oadi ng of  a s i ngl e 
pi l e wi l l  be made at  t he cont r act  uni t  pr i ce per  t est ,  whi ch pr i ce shal l  
i ncl ude f ur ni shi ng,  pl aci ng,  and r emovi ng t est i ng equi pment  and t est  
l oads.   At  t he di r ect i on of  t he Cont r act i ng Of f i cer ,  l oad t est s may be 
wai ved at  a cr edi t  t o t he Gover nment  of  t he uni t  pr i ce bi d.

] 1. 4   UNI T PRI CES

**************************************************************************
NOTE:   Thi s par agr aph i s f or  Ar my pr oj ect s.   I f  
Sect i on 01 22 00. 00 10 PRI CE AND PAYMENT PROCEDURES 
i s i ncl uded i n t he pr oj ect  speci f i cat i ons,  t hi s 
par agr aph t i t l e ( UNI T PRI CES)  shoul d be del et ed f r om 
t hi s sect i on and t he r emai ni ng appr opr i at el y edi t ed 
subpar agr aphs bel ow shoul d be i nser t ed i nt o Sect i on 
01 22 00. 00 10.

**************************************************************************

1. 4. 1   Fur ni shi ng and Del i ver i ng Concr et e Cyl i nder  Pi l es

1. 4. 1. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h f ur ni shi ng and del i ver i ng 
t he r equi r ed l engt hs of  per manent  concr et e cyl i nder  pi l es,  whi ch i ncl udes 
cost s of  f ur ni shi ng and del i ver i ng pi l es t o t he wor k s i t e.   No payment  wi l l  
be made f or  t he dr i v i ng head or  l engt hs of  pi l es exceedi ng r equi r ed 
l engt hs.   No payment  wi l l  be made f or  pi l es damaged dur i ng del i ver y,  
st or age,  or  handl i ng t o t he ext ent  t hat  t hey ar e r ender ed unsui t abl e f or  
t he wor k,  i n t he opi ni on of  t he Cont r act i ng Of f i cer .

1. 4. 1. 2   Measurement

Fur ni shi ng and del i ver i ng per manent  concr et e cyl i nder  pi l es wi l l  be 
measur ed f or  payment  by t he l i near  met er  f oot  of  pi l es r equi r ed bel ow t he 
cut of f  el evat i on as [ det er mi ned by t he Cont r act i ng Of f i cer  and f ur ni shed t o 
t he Cont r act or ]  [ i ndi cat ed] .

1. 4. 1. 3   Uni t  of  Measur e

Uni t  of  measur e:   l i near  met er  f oot .

1. 4. 2   Dr i v i ng Concr et e Cyl i nder  Pi l es

1. 4. 2. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h dr i v i ng per manent  concr et e 
cyl i nder  pi l es,  whi ch i ncl udes cost s of  handl i ng,  dr i v i ng,  [ and spl i c i ng of  
pi l es, ]  [ per f or mi ng dynami c t est i ng,  i nt er pr et i ng dat a and submi t t i ng 
r epor t s, ]  measur i ng heave,  r edr i v i ng heaved pi l es,  r emoval  of  [ bui l d- ups]  
dr i v i ng heads or  cut t i ng of f  pi l es at  t he cut of f  el evat i on and r emovi ng 
f r om t he wor k s i t e,  compi l i ng and submi t t i ng pi l e dr i v i ng r ecor ds,  
backf i l l i ng voi ds ar ound pi l es,  and any ot her  i t ems i nci dent al  t o dr i v i ng 
pi l es t o t he r equi r ed el evat i on.
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1. 4. 2. 2   Measurement

Per manent  concr et e cyl i nder  pi l es wi l l  be measur ed f or  payment  f or  dr i v i ng 
on t he basi s of  l engt hs,  t o t he near est  hundr edt h t ent h of  a l i near  met er  
f oot ,  al ong t he axi s of  each pi l e accept abl y i n pl ace bel ow t he cut of f  
el evat i on shown.

1. 4. 2. 3   Uni t  of  Measur e

Uni t  of  measur e:   l i near  met er  f oot .

1. 4. 3   Pul l ed Concr et e Cyl i nder  Pi l es

1. 4. 3. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h pi l es pul l ed at  t he 
di r ect i on of  t he Cont r act i ng Of f i cer  and f ound t o be undamaged.   The cost  
of  f ur ni shi ng and del i ver i ng pul l ed and undamaged pi l es wi l l  be pai d f or  at  
t he appl i cabl e cont r act  uni t  pr i ce f or  payment  i t em " Fur ni shi ng and 
Del i ver i ng Concr et e Cyl i nder  Pi l es" .   The cost  of  dr i v i ng pul l ed and 
undamaged pi l es wi l l  be pai d f or  at  t he appl i cabl e cont r act  uni t  pr i ce f or  
payment  i t em " Dr i v i ng Concr et e Cyl i nder  Pi l es" .   The cost  of  pul l i ng pul l ed 
and undamaged pi l es wi l l  be pai d f or  at  t wi ce t he appl i cabl e cont r act  uni t  
pr i ce f or  payment  i t em " Dr i v i ng Concr et e Cyl i nder  Pi l es" ,  whi ch i nc l udes 
backf i l l i ng any r emai ni ng voi d.   The cost  of  r edr i v i ng pul l ed and undamaged 
pi l es wi l l  be pai d f or  at  t he appl i cabl e cont r act  uni t  pr i ce f or  payment  
i t em " Dr i v i ng Concr et e Cyl i nder  Pi l es" .   No payment  wi l l  be made f or  
f ur ni shi ng,  del i ver i ng,  dr i v i ng,  pul l i ng,  and di sposi ng of  pi l es  pul l ed 
and f ound t o be damaged and backf i l l i ng voi ds.   New pi l es r epl aci ng damaged 
pi l es wi l l  be pai d f or  at  t he appl i cabl e cont r act  uni t  pr i ce f or  payment  
i t ems " Fur ni shi ng and Del i ver i ng Concr et e Cyl i nder  Pi l es"  and " Dr i v i ng 
Concr et e Cyl i nder  Pi l es" .

1. 4. 3. 2   Measurement

Fur ni shi ng and del i ver i ng pul l ed and undamaged per manent  concr et e cyl i nder  
pi l es wi l l  be measur ed f or  payment  as speci f i ed i n par agr aph UNI T PRI CES,  
subpar agr aph FURNI SH AND DELI VER CONCRETE CYLI NDER PI LES.   Pul l i ng 
undamaged concr et e cyl i nder  pi l es wi l l  be measur ed f or  payment  as speci f i ed 
i n par agr aph UNI T PRI CES,  subpar agr aph DRI VI NG CONCRETE CYLI NDER PI LES.   
Redr i v i ng pul l ed undamaged concr et e cyl i nder  pi l es wi l l  be measur ed f or  
payment  as speci f i ed i n par agr aph UNI T PRI CES,  subpar agr aph DRI VI NG 
CONCRETE CYLI NDER PI LES.   New pi l es r epl aci ng damaged pi l es wi l l  be 
measur ed f or  payment  as speci f i ed i n par agr aph UNI T PRI CES,  subpar agr aphs 
FURNI SH AND DELI VER CONCRETE CYLI NDER PI LES and DRI VI NG CONCRETE CYLI NDER 
PILES.

1. 4. 3. 3   Uni t  of  Measur e

Uni t  of  measur e:   l i near  met er  f oot .

1. 4. 4   [ Concr et e Pi l e Dr i v i ng Test s]

1. 4. 4. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h f ur ni shi ng,  del i ver i ng,  
dr i v i ng,  pul l i ng,  and di sposi ng of  dr i ven t est  pi l es,  [ i ncl udi ng spl i ces] ;  
conduct i ng pi l e dr i v i ng t est s;  backf i l l i ng voi ds ar ound pi l es;  compi l i ng 
pi l e dr i v i ng t est  r ecor ds [ ;  per f or mi ng dynami c t est i ng;  i nt er pr et i ng dat a;  
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and submi t t i ng r epor t s] .

1. 4. 4. 2   Measurement

Concr et e pi l e dr i v i ng t est s wi l l  be measur ed f or  payment  on t he basi s of  
t he appl i cabl e cont r act  uni t  pr i ce per  pi l e dr i v i ng t est .

1. 4. 4. 3   Uni t  of  Measur e

Uni t  of  measur e:   each.

1. 4. 5   [ Concr et e Cyl i nder  Pi l es f or  Load Test s]

1. 4. 5. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h f ur ni shi ng,  del i ver i ng,  
dr i v i ng,  pul l i ng,  and di sposi ng of  l oad t est  pi l es [ i ncl udi ng spl i ces] ;  
backf i l l i ng voi ds ar ound pi l es;  compi l i ng pi l e dr i v i ng r ecor ds [ ;  
f ur ni shi ng,  f abr i cat i ng,  and mount i ng of  st r ai n r ods and pr ot ect i ve 
assembl y]  [ ;  f ur ni shi ng,  f abr i cat i ng,  and mount i ng of  i nst r ument at i on and 
i nst r ument at i on pr ot ect i ve assembl y]  [ ;  per f or mi ng dynami c t est i ng;  
i nt er pr et i ng dat a;  and submi t t i ng r epor t s] .   No addi t i onal  payment  wi l l  be 
made f or  l oad t est  pi l es i ncor por at ed i n t he per manent  wor k ot her  t han as 
provided.

1. 4. 5. 2   Measurement

Concr et e cyl i nder  pi l es f or  l oad t est s wi l l  be measur ed f or  payment  on t he 
basi s of  t he appl i cabl e cont r act  uni t  pr i ce per  l oad t est  pi l e.

1. 4. 5. 3   Uni t  of  Measur e

Uni t  of  measur e:   each.

1. 4. 6   [ Concr et e Pi l e Compr essi ve Load Test s]

1. 4. 6. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h concr et e pi l e compr essi ve 
l oad t est s,  i ncl udi ng mat er i al  and l abor  f or  f abr i cat i ng and f ur ni shi ng 
l oad f r ames;  cal i br at i ng l oad cel l s and hydr aul i c j acks;  f ur ni shi ng 
speci f i ed t est  equi pment ;  i nst al l i ng st r ai n r ods;  pl aci ng and r emovi ng t est  
l oads and t est  equi pment ;  r ecor di ng,  r educi ng,  and submi t t i ng t est  dat a;  
and compi l i ng and submi t t i ng pi l e l oad t est  r epor t s.   No payment  wi l l  be 
made f or  r ej ect ed pi l e compr essi ve l oad t est s.

1. 4. 6. 2   Measurement

Concr et e pi l e compr essi ve l oad t est s wi l l  be measur ed f or  payment  on t he 
basi s of  t he appl i cabl e cont r act  uni t  pr i ce per  l oad t est .

1. 4. 6. 3   Uni t  of  Measur e

Uni t  of  measur e:   each.

1. 4. 7   [ Concr et e Pi l e Tensi l e Load Test s]
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1. 4. 7. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h concr et e pi l e t ensi l e l oad 
t est s,  i ncl udi ng mat er i al  and l abor  f or  f abr i cat i ng and f ur ni shi ng l oad 
f r ames;  cal i br at i ng l oad cel l s and hydr aul i c j acks;  f ur ni shi ng speci f i ed 
t est  equi pment ;  i nst al l i ng st r ai n r ods;  pl aci ng and r emovi ng t est  l oads and 
t est  equi pment ;  r ecor di ng,  r educi ng,  and submi t t i ng t est  dat a;  and 
compi l i ng and submi t t i ng pi l e l oad t est  r epor t s.   No payment  wi l l  be made 
f or  r ej ect ed pi l e t ensi l e l oad t est s.

1. 4. 7. 2   Measurement

Concr et e pi l e t ensi l e l oad t est s wi l l  be measur ed f or  payment  on t he basi s 
of  t he appl i cabl e cont r act  uni t  pr i ce per  number  of  t ensi l e l oad t est .

1. 4. 7. 3   Uni t  of  Measur e

Uni t  of  measur e:   each.

1. 4. 8   [ Concr et e Pi l e Lat er al  Load Test s]

1. 4. 8. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h concr et e pi l e l at er al  l oad 
t est s,  i ncl udi ng mat er i al  and l abor  f or  f abr i cat i ng and f ur ni shi ng l oad 
f r ames;  cal i br at i ng l oad cel l s and hydr aul i c j acks;  f ur ni shi ng speci f i ed 
t est  equi pment ;  i nst al l i ng i ncl i nomet er s;  pl aci ng and r emovi ng t est  l oads 
and t est  equi pment ;  r ecor di ng,  r educi ng,  and submi t t i ng t est  dat a;  and 
compi l i ng and submi t t i ng pi l e l oad t est  r epor t s.   No payment  wi l l  be made 
f or  r ej ect ed pi l e l at er al  l oad t est s.

1. 4. 8. 2   Measurement

Concr et e  pi l e l at er al  l oad t est s wi l l  be measur ed f or  payment  on t he basi s 
of  t he appl i cabl e cont r act  uni t  pr i ce per  l at er al  l oad t est .

1. 4. 8. 3   Uni t  of  Measur e

Uni t  of  measur e:   each.

1. 4. 9   [ Pul l ed Load Test  Concr et e Cyl i nder  Pi l es]

1. 4. 9. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h l oad t est  concr et e cyl i nder  
pi l es pul l ed pr i or  t o l oad t est i ng at  t he di r ect i on of  t he Cont r act i ng 
Of f i cer  and f ound t o be undamaged.   The cost  of  f ur ni shi ng,  del i ver i ng,  
dr i v i ng,  and pul l i ng undamaged l oad t est  pi l es wi l l  be pai d f or  at  t he 
appl i cabl e cont r act  uni t  pr i ce f or  payment  i t em " Concr et e Cyl i nder  Pi l es 
f or  Load Test s" .   The cost  of  pul l i ng undamaged l oad t est  pi l es t he second 
t i me af t er  r edr i v i ng and t est i ng wi l l  be pai d f or  at  t wi ce t he appl i cabl e 
cont r act  uni t  pr i ce f or  payment  i t em " Dr i v i ng Concr et e Cyl i nder  Pi l es" .   
The cost  of  r edr i v i ng pul l ed undamaged l oad t est  pi l es wi l l  be pai d f or  at  
t he appl i cabl e cont r act  uni t  pr i ce f or  payment  i t em " Dr i v i ng Concr et e 
Cyl i nder  Pi l es" .   No payment  wi l l  be made f or  f ur ni shi ng,  del i ver i ng,  
dr i v i ng,  pul l i ng,  and di sposi ng of  l oad t est  pi l es pul l ed at  t he di r ect i on 
of  t he Cont r act i ng Of f i cer  and f ound t o be damaged.   New l oad t est  pi l es 
r epl aci ng damaged pi l es wi l l  be pai d f or  at  t he appl i cabl e cont r act  uni t  
pr i ce f or  payment  i t em " Concr et e Cyl i nder  Pi l es f or  Load Test s" .
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1. 4. 9. 2   Measurement

Pul l ed undamaged l oad t est  concr et e cyl i nder  pi l es wi l l  be measur ed f or  
payment  as speci f i ed i n par agr aph UNI T PRI CES,  subpar agr aph CONCRETE 
CYLI NDER PI LES FOR LOAD TESTS.   Pul l i ng undamaged l oad t est  concr et e 
cyl i nder  pi l es t he second t i me af t er  r edr i v i ng and t est i ng wi l l  be measur ed 
f or  payment  as speci f i ed i n par agr aph UNI T PRI CES,  subpar agr aph DRI VI NG 
CONCRETE CYLI NDER PI LES.   Redr i v i ng pul l ed undamaged concr et e cyl i nder  
pi l es wi l l  be measur ed f or  payment  as speci f i ed i n par agr aph UNI T PRI CES,  
subpar agr aph DRI VI NG CONCRETE CYLI NDER PI LES.   New l oad t est  concr et e 
cyl i nder  pi l es r epl aci ng damaged pi l es wi l l  be measur ed f or  payment  as 
speci f i ed i n par agr aph UNI T PRI CES,  subpar agr aph CONCRETE CYLI NDER PI LES 
FOR LOAD TESTS.

1. 4. 9. 3   Uni t  of  Measur e

Uni t  of  measur e:   as speci f i ed i n par agr aph UNI T PRI CES,  subpar agr aphs 
DRI VI NG CONCRETE CYLI NDER PI LES and CONCRETE CYLI NDER PI LES FOR LOAD TESTS,  
respectfully.

1. 4. 10   [ Concr et e Pi l e Spl i ces]

1. 4. 10. 1   Payment

Payment  wi l l  be made f or  cost s associ at ed wi t h concr et e pi l e spl i ces,  
i ncl udi ng al l  pl ant ,  l abor ,  and mat er i al  r equi r ed t o make t he spl i ce.

1. 4. 10. 2   Measurement

Concr et e pi l e spl i ces wi l l  be measur ed f or  payment  on t he basi s of  t he 
appl i cabl e cont r act  uni t  pr i ce per  pi l e spl i ce.

1. 4. 10. 3   Uni t  of  Measur e

Uni t  of  measur e:  each.

1. 5   PI LE REQUI REMENTS

**************************************************************************
NOTE:   Del et e sent ence i n br acket s when t est  pi l es 
ar e not  r equi r ed.

**************************************************************************

Pr ovi de cyl i ndr i cal  concr et e pi l es,  PCI  JR- 382.   Pr oduct i on of  pi l es shal l  
be i n accor dance wi t h PCI  MNL- 116.   The Gover nment  wi l l  det er mi ne and l i s t  
" cal cul at ed"  t i p el evat i on or  dr i v i ng r esi st ance f or  each pi l e f r om t est  
pi l e dat a.  Thi s i nf or mat i on shal l  be gi ven t o t he Cont r act or  no l at er  t han 
7 days f r om r ecei pt  of  compl et e t est  dat a.   [ The [ Cont r act or ] [ Cont r act or ' s 
Geot echni cal  consul t ant ]  shal l  [ det er mi ne " cal cul at ed"  t i p el evat i on and/ or  
dr i v i ng r esi st ance f or  each pi l e f r om t est  pi l e dat a and]  pr epar e a l i s t  
based on i nf or mat i on pr ovi ded i n t he cont r act  [ and det er mi ned f r om t he t est  
pi l e dat a] . ]   Use t hi s l i s t  as t he basi s f or  or der i ng t he pi l es.   Do not  
or der  pi l es unt i l  l i s t  i s  submi t t ed and appr oved by t he Gover nment .   Test  
pi l es shal l  be [ 1. 5]  [ _____]  met er  [ 5]  [ _____]  f eet  l onger  t han t he bi d 
length.
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1. 6   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y  or  cr i t i cal i t y ,  
wi t h a " G" .   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.    Onl y add a “ G”  t o an i t em,  i f  t he 
submi t t al  i s  suf f i c i ent l y i mpor t ant  or  compl ex i n 
cont ext  of  t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i c t  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i c t  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y  ar e not  used f or  Navy,   
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y  mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Gover nment  appr oval  i s  r equi r ed f or  submi t t al s wi t h a " G"  desi gnat i on;  
submi t t al s not  havi ng a " G"  desi gnat i on ar e [ f or  Cont r act or  Qual i t y  Cont r ol  
appr oval . ] [ f or  i nf or mat i on onl y.   When used,  a desi gnat i on f ol l owi ng t he 
" G"  desi gnat i on i dent i f i es t he of f i ce t hat  wi l l  r evi ew t he submi t t al  f or  
t he Gover nment . ]   Submi t t al s wi t h an " S"  ar e f or  i ncl usi on i n t he 
Sust ai nabi l i t y  eNot ebook,  i n conf or mance t o Sect i on 01 33 29 SUSTAI NABI LI TY 
REPORTI NG.   Submi t  t he f ol l owi ng i n accor dance wi t h Sect i on 01 33 00.

Not e t her e i s a t ai l or i ng opt i on f or  Ar my Desi gn- Bi d- Bui l d.

SD- 01 Pr econst r uct i on Submi t t al s

I nst al l at i on Pr ocedur es;  G[ ,  [ _____] ]

[ Geot echni cal  Consul t ant  Document at i on;  G[ ,  [ _____] ]
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][ Wave Equat i on Anal ysi s;  G[ ,  [ _____] ]

] Or der  Li st ;  G[ ,  [ _____] ]

Pr ecast  manuf act ur er ' s qual i t y  cont r ol  pr ocedur es;  G[ ,  [ _____] ]

Pr ovi de i nst r uct i ons and pr ocedur es on how t he Cont r act or  shal l  assi st  t he 
Gover nment  i n t he pr ocesses of  Dynami c Pi l e Test i ng and I nt er i or  I nspect i on 
of  Damaged Pi l es.

SD- 02 Shop Dr awi ngs

Pi l es;  G[ ,  [ _____] ]

Pi l e Load Test  Ar r angement s;  G[ ,  [ _____] ]

SD- 03 Pr oduct  Dat a

Pi l e Dr i v i ng Equi pment ;  G[ ,  [ _____] ]

Submi t  descr i pt i ons of  pi l e dr i v i ng equi pment ,  i nc l udi ng hammer s,  power  
packs,  dr i v i ng hel met s,  cap bl ocks,  pi l e cushi ons,  l eads,  ext r act or s,  
j et t i ng equi pment ,  and pr edr i l l i ng equi pment  at  l east  30 days pr i or  t o 
commencement  of  wor k.

SD- 05 Desi gn Dat a

Concr et e Mi x Desi gn;  G[ ,  [ _____] ]

Gr out ;  G[ ,  [ _____] ]

Joi nt  Seal i ng Mat er i al ;  G[ ,  [ _____] ]

Submi t  a concr et e mi x desi gn bef or e concr et e i s pl aced,  f or  each t ype of  
concr et e used f or  t he pi l es.

SD- 06 Test  Repor t s

Aggr egat es;  G[ ,  [ _____] ]

Concr et e Compr essi ve St r engt h;  G[ ,  [ _____] ]

Dest r uct i ve Pi l e Test i ng;  G[ ,  [ _____] ]

[ Test  Pi l es;  G[ ,  [ _____] ]

][ Load Test s;  G[ ,  [ _____] ]

][ Dynami c Pi l e Anal ysi s;  G[ ,  [ _____] ]

] Submi t  concr et e cyl i nder  compr essi ve st r engt h t est  r esul t s.   [ Submi t  t est  
pi l e r ecor ds]  [ and]  [ l oad t est  dat a] . [   Submi t  a summar y r epor t  of  dynami c 
t est  r esul t s f or  t est  pi l es wi t hi n [ 7] [ _____]  cal endar  days of  compl et i ng 
f i el d wor k.   [ For  per manent  pi l es,  submi t  a f i el d summar y r epor t  wi t hi n one 
( 1)  day of  t est i ng.   Submi t  a t yped r epor t  summar i z i ng t he r esul t s of  
dynami c t est i ng of  per manent  pi l es on a mont hl y basi s. ] ]

SD- 07 Cer t i f i cat es
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Aggr egat es;  G[ ,  [ _____] ]

Admi xt ur es;  G[ ,  [ _____] ]

Pr est r essi ng Tendons;  G[ ,  [ _____] ]

Cement ;  G[ ,  [ _____] ]

Fl y Ash and Pozzol an;  G[ ,  [ _____] ]

Gr ound Sl ag;  G[ ,  [ _____] ]

[ Si l i ca Fume

] Epoxy Coat i ng;  G[ ,  [ _____] ]

[ Load Test  Suppor t i ng Dat a;  G[ ,  [ _____] ] ]

SD- 11 Cl oseout  Submi t t al s

Pi l e Recor ds;  G[ ,  [ _____] ]

I nt er i or  I nspect i on f or  Pi l e Damage;  G[ ,  [ _____] ]

Submi t  pi l e [ and t est  pi l e]  r ecor ds. [   Submi t  l oad t est  dat a and r esul t s.

] 1. 7   QUALI TY ASSURANCE

1. 7. 1   Piles

**************************************************************************
NOTE:   When t he s i ze and compl exi t y of  pr oj ect  
war r ant s cer t i f i cat i on by a r egi st er ed engi neer ,  
i nser t  r equi r ement s;  ot her wi se del et e.

**************************************************************************

Pr epar e i n accor dance wi t h ACI  SP- 66.   I ndi cat e pl acement  of  r ei nf or cement  
i ncl udi ng t endons.   I ndi cat e l ocat i on of  speci al  embedded or  at t ached 
l i f t i ng devi ces,  empl oyment  of  pi ck- up poi nt s,  suppor t  poi nt s ot her  t han 
pi ck- up poi nt s,  and any ot her  met hods of  pi ck- up. [   Pr ovi de cer t i f i cat i on 
by a pr of essi onal  engi neer  r egi st er ed i n any j ur i sdi ct i on,  t hat  l ayout  and 
det ai l s  of  r ei nf or cement  and t endons conf or m wi t h t hat  shown on t he 
st r uct ur al  desi gn dr awi ngs. ]

1. 7. 2   Qual i t y Cont r ol  Pr ocedur es

Submi t  t he pr ecast  manuf act ur er ' s  qual i t y  cont r ol  pr ocedur es and i nspect i on 
r ecor ds est abl i shed i n accor dance wi t h PCI  MNL- 116.

1. 7. 2. 1   Fabr i cat i on Pl ant  Requi r ement s

Al l  pi l es shal l  be of  new manuf act ur e and shal l  be pr oduced at  a 
f abr i cat i ng pl ant  engaged i n t he manuf act ur e of  s i mi l ar  t ype uni t s.   The 
f abr i cat or  shal l  have successf ul  exper i ence i n f abr i cat i on of  pr ecast  
cyl i nder  pi l e uni t s s i mi l ar  t o uni t s r equi r ed f or  t he Pr oj ect .   Fabr i cat or  
must  be an act i ve member  of  t he Pr ecast / Pr est r essed Concr et e I nst i t ut e 
( PCI ) ,  and t he f abr i cat or ' s pr ecast  concr et e manuf act ur i ng pl ant  shal l  be 
cer t i f i ed by t he PCI  Pl ant  Cer t i f i cat i on Pr ogr am pr i or  t o t he st ar t  of  
pr oduct i on.   Cer t i f i cat i on shal l  be i n t he f ol l owi ng pr oduct  gr oups and 
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cat egor i es:  B2,  B3 or  B4.

Al t er nat i vel y,  i f  t he pr oposed f abr i cat i on pl ant  i s  a non- PCI  cer t i f i ed 
i nst al l at i on,  t he Cont r act or  shal l  demonst r at e t o t he sat i sf act i on of  t he 
Gover nment ,  t he abi l i t y  t o f abr i cat e t he pr ecast  uni t s i n accor dance wi t h 
t he Pr oj ect  r equi r ement s.   The Cont r act or ,  at  hi s expense,  shal l  r et ai n t he 
ser vi ces of  an i ndependent  t est i ng or  consul t i ng f i r m appr oved by t he 
Cont r act i ng Of f i cer ,  who shal l  i nspect  t he f abr i cat i on pl ant  at  l east  once 
per  mont h dur i ng t he f i r st  year  of  pr ecast  and concr et e uni t  pr oduct i on,  
and i ssue t o t he Cont r act i ng Of f i cer  a r epor t  cer t i f i ed by a qual i f i ed 
Regi st er ed Pr of essi onal  Engi neer  i n t he st at e whi ch t he non- PCI  cer t i f i ed 
i nst al l at i on i s l ocat ed,  t hat  al l  mat er i al s,  met hods,  pr oduct s and qual i t y  
cont r ol  meet  al l  t he r equi r ement s of  t he speci f i cat i ons,  t he pl ans and t he 
Pr est r essed Concr et e I nst i t ut e' s " Manual  f or  Qual i t y Cont r ol  f or  Pl ant s and 
Pr oduct i on of  Pr ecast  and Pr est r essed Concr et e Pr oduct s" ,  PCI  MNL- 116.   The 
i ndependent  t est i ng or  consul t i ng f i r m shal l  have exper i ence i n s i mi l ar  
t ypes of  i nspect i ons of  pr ecast  oper at i ons.

I f  a r epor t  by t he i ndependent  t est i ng or  consul t i ng f i r m i ndi cat es 
non- conf or mance wi t h t he above r equi r ement s,  t he Cont r act i ng Of f i cer ,  at  
t he expense of  t he Cont r act or ,  may per f or m an i ndependent  i nspect i on,  and 
may r ef use accept ance of  f abr i cat ed uni t s unt i l  t he f abr i cat i on pl ant  
compl i es wi t h t he above r equi r ement s.

The Cont r act or ' s  appr oved f abr i cat i on pl ant  shal l  have suf f i c i ent  
pr oduct i on capaci t y t o pr oduce t he r equi r ed uni t s wi t hout  causi ng del ay i n 
t he wor k.   The Cont r act i ng Of f i cer  shal l  r eser ve t he r i ght  t o i nspect  t he 
f abr i cat i on pl ant  pr i or  t o pr oduct i on or  at  any t i me dur i ng pr oduct i on and 
meet  wi t h t he cont r act or  and manuf act ur er  t o di scuss t he f aci l i t i es,  
mat er i al s,  pr oduct i on met hods,  dr awi ngs,  and pr oduct i on schedul es.

1. 7. 3   I nst al l at i on Pr ocedur es

a.   Submi t  i nf or mat i on on t he t ype of  equi pment  pr oposed t o be used,  
pr oposed met hods of  oper at i on,  pi l e dr i v i ng pl an i ncl udi ng pr oposed 
sequence of  dr i v i ng,  and det ai l s  of  al l  pi l e dr i v i ng equi pment  and 
accessories.

[ b.   Pr ovi de det ai l s  of  pi l e dr i v i ng equi pment  and a Wave Equat i on Anal ysi s 
of  pi l e dr i vabi l i t y  f or  sel ect i on of  t he hammer  al ong wi t h a st at ement  
of  dr i v i ng pr ocedur es.   The Wave Equat i on Anal ysi s i s  t o be compl et ed 
by t he Cont r act or ' s Geot echni cal  Consul t ant  f or  each t est  pi l e l ocat i on 
wher e di f f er ent  subsur f ace condi t i ons exi st  and i s  t o i ncl ude t he 
f ol l owi ng i nf or mat i on per t ai ni ng t o t he pr oposed pi l e dr i v i ng equi pment :

( 1)  Compl et ed Pi l e and Dr i v i ng Equi pment  Dat a For m( whi ch can be 
downl oaded at :  
http://www.wbdg.org/ffc/dod/unified-facilities-guide-specifications-ufgs/forms-graphics-tables
) ,  f or  each pr oposed pi l e hammer  and pi l e t ype combi nat i on.

( 2)  Copi es of  comput er  i nput  and out put  sheet s and gr aphs showi ng soi l  
r esi st ance ver sus bl ow count  as wel l  as maxi mum t ensi on and 
compr essi on st r esses ver sus bl ow count .   Anal ysi s shal l  be r un at  
t he est i mat ed t i p el evat i on as wel l  as ot her  r equi r ed el evat i ons 
t o def i ne maxi mum st r ess l evel s i n t he pi l e dur i ng dr i v i ng.

c.   Pr ovi de det ai l ed pr ocedur es f or  conduct i ng t he dynami c pi l e l oad t est  
and equi pment  t o be used f or  conduct i ng t he l oad t est .   The det ai l ed 
descr i pt i on shal l  expl ai n how speci f i c  i nf or mat i on of  pi l e per f or mance 
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wi l l  be eval uat ed.

] [ 1. 7. 4   Geot echni cal  Consul t ant  Document at i on

The ser vi ces of  an i ndependent ,  r egi st er ed pr of essi onal  geot echni cal  
engi neer ,  exper i enced i n soi l  mechani cs and Pi l e Dynami c Anal ysi s,  shal l  be 
hi r ed by t he Cont r act or  t o obser ve t est  pi l e i nst al l at i on and j ob pi l e 
i nst al l at i on as speci f i ed her ei n.   The Geot echni cal  Consul t ant  shal l  be 
i ndependent  of  t he Cont r act or  and shal l  have no empl oyee or  empl oyer  
r el at i onshi p whi ch coul d const i t ut e a conf l i c t  of  i nt er est .

] 1. 7. 5   Concr et e Mi x Desi gn

Cer t i f y ,  usi ng a Gover nment - appr oved i ndependent  commer ci al  t est i ng 
l abor at or y,  t hat  pr opor t i oni ng of  mi x i s i n accor dance wi t h ACI  211. 1 or  
ACI  318M ACI  318 f or  speci f i ed st r engt h and i s based on aggr egat e dat a 
whi ch has been det er mi ned by l abor at or y t est s dur i ng l ast  t wel ve mont hs.   
Submi t  a compl et e l i s t  of  mat er i al s i ncl udi ng t ype;  br and;  sour ce and 
amount  of  cement ,  f l y  ash,  pozzol an,  gr ound sl ag,  and admi xt ur es;  and 
appl i cabl e r ef er ence speci f i cat i ons.   Submi t  addi t i onal  dat a r egar di ng 
concr et e aggr egat es i f  t he sour ce of  aggr egat e changes.   Submi t t al  shal l  
c l ear l y i ndi cat e wher e each mi x desi gn wi l l  be used when mor e t han one mi x 
desi gn i s submi t t ed.

[ 1. 7. 6   St at i c Load Test  Suppor t i ng Dat a

Submi t  j ack or  l oad cel l  cal i br at i on r ecor ds,  a t est i ng ar r angement  
descr i pt i on and di agr am,  and t he pr oposed l oadi ng sequence.

] 1. 8   DELI VERY,  STORAGE,  AND HANDLI NG

Pi l es shal l  be st or ed,  handl ed,  and t r anspor t ed i n accor dance wi t h 
PCI  MNL- 116 except  as f ol l ows.   Cyl i nder  pi l es shal l  not  be t r anspor t ed 
f r om t he cast i ng yar d unt i l  t he concr et e has r eached t he mi ni mum r equi r ed 
28- day compr essi ve st r engt h.   Met hods used f or  handl i ng and st or age of  
pi l es shal l  be such t hat  t he pi l es ar e not  subj ect ed t o excessi ve bendi ng 
st r ess,  cr acki ng,  spal l i ng,  or  ot her  damage.   

1. 8. 1   Damaged Pi l es

The Cont r act or  shal l  i nspect  each pi l e f or  sweep and st r uct ur al  damage such 
as cr acki ng and spal l i ng bef or e t r anspor t i ng t hem t o t he pr oj ect  s i t e and 
i mmedi at el y pr i or  t o pl acement  i n t he dr i v i ng l eads.   Pi l es cont ai ni ng 
cr acks ot her  t han cr azi ng,  sur f ace dr yi ng,  and shr i nkage cr acks shal l  be 
br ought  t o t he at t ent i on of  t he Cont r act i ng Of f i cer .  Pi l es whi ch ar e 
damaged dur i ng del i ver y,  st or age,  or  handl i ng t o t he ext ent  t hey ar e 
r ender ed unsui t abl e f or  t he wor k,  i n t he opi ni on of  t he Cont r act i ng 
Of f i cer ,  wi l l  be r ej ect ed and shal l  be r emoved f r om t he pr oj ect  s i t e at  no 
cost  t o t he Gover nment .  Pi l es may be r epai r ed,  i f  appr oved by t he 
Cont r act i ng Of f i cer ,  at  no cost  t o t he Gover nment .

1. 8. 1. 1   Repai r abl e Cr acks

Pi l es wi t h cr acks equal  t o or  gr eat er  t han 0. 15 mm 0. 006 i nches but  l ess 
t hat  1. 5 mm 0. 06 i nches shal l  be r epai r ed or  r ej ect ed at  t he di scr et i on of  
t he Cont r act i ng Of f i cer .   As an al t er nat e t o pi l e r ej ect i on,  t he Cont r act or  
may submi t  a pr oposal  t o r epai r  def i c i ent  pi l es.   Pr i or  t o dr i v i ng,  pi l es 
shal l  be r est or ed t o t hei r  r equi r ed desi gn capaci t y so t hat  t hey can 
per f or m t hei r  i nt ended st r uct ur al  f unct i on and achi eve l ong t er m dur abi l i t y  
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i n cor r osi ve envi r onment .

1. 8. 1. 2   Non- Repai r abl e Cr acks

Pi l es wi t h cr acks equal  t o or  gr eat er  t han 1. 5 mm 0. 06 i nches shal l  be 
rejected.

1. 8. 2   Pi l e Sweep

Sweep shal l  be l i mi t ed t o t he t ol er ances speci f i ed i n PCI  MNL- 116 over  t he 
l engt h of  t he pi l e.   Pi l es havi ng excessi ve sweep shal l  be r ej ect ed.   Pi l es 
t hat  devel op non r epai r abl e cr acks due t o handl i ng and/ or  i nst al l at i on 
shal l  be r ej ect ed.

PART 2   PRODUCTS

2. 1   MATERIALS

2. 1. 1   CEMENTI TI OUS MATERI ALS

Cement i t i ous mat er i al s shal l  be por t l and cement ,  [ bl ended cement ]  or  onl y 
por t l and cement  i n combi nat i on wi t h nat ur al  pozzol an or  f l y  ash [ or  gr ound 
gr anul at ed bl ast  f ur nace sl ag]  and shal l  conf or m t o appr opr i at e 
speci f i cat i ons l i s t ed bel ow.

2. 1. 1. 1   Cement

**************************************************************************
NOTE:   I nser t  t ype of  cement  r equi r ed.   Gener al l y,  
Types I I ,  or  I / I I ,  i s  pr ef er r ed.  Type I ,  or  Type I I I  
wi t h 8 per cent  maxi mum C3A and " l ow al kal i "  may be 
used.   Do not  use Type I I I  i n conj unct i on wi t h 
s i l i ca f ume.   I n ver y speci al  cases,  Type V,  " l ow 
al kal i , "  whi ch has l i mi t ed avai l abi l i t y ,  may be used.

**************************************************************************

**************************************************************************
NOTE:   Cement  t ype and quant i t y of  cement  r equi r ed 
i n mi x desi gn i s  dependent  upon t he envi r onment ,  
soi l  condi t i ons,  need f or  cor r osi on pr ot ect i on,  and 
l ocat i on of  pi l i ng:

( a)   CHLORI DE PROTECTI ON:

Nor mal  Use.   I n f r esh wat er  or  ai r  envi r onment ,  
speci f y Type I  or  Type I I  cement .  Type I I I  may be 
per mi t t ed pr ovi ded t r i cal c i um al umi nat e ( C3A)  
cont ent  i s  l i mi t ed t o 8 per cent  and i t  i s  l ow al kal i .

Mar i ne Use.   I n soi l  or  wat er  envi r onment s,  subj ect  
t o chl or i des above 1, 000 ppm,  wi t hi n about  300 m  
1000 f eet  of  t he ocean or  t i dal  wat er ,  speci f y Type 
I I  or  Type I I I  ( wi t h a maxi mum t r i cal c i um al umi nat e 
( C3A)  cont ent  of  8 per cent  and l ow al kal i )  cement ,  a 
mi ni mum cement i t i ous mat er i al s cont ent  of  335 
k i l ogr ams per  cubi c met er (  564 pounds per  cubi c yar d 
and a maxi mum wat er  t o cement i t i ous mat er i al s r at i o 
of  0. 40.

SECTI ON 31 62 13. 24  Page 22



Seawat er  Exposur e.   I n di r ect  cont act  wi t h ocean 
wat er ,  speci f y Type I I  or  Type I I I  ( wi t h a maxi mum 
t r i cal c i um al umi nat e ( C3A)  cont ent  of  8 per cent  and 
l ow al kal i )  cement ,  a mi ni mum cement i t i ous mat er i al s 
cont ent  of  390 k i l ogr ams per  cubi c met er  658 pounds 
per  cubi c yar d and a maxi mum wat er  t o cement i t i ous 
mat er i al s r at i o of  0. 40.

( b)   SULFATE RESI STANCE:

A mi ni mum cement i t i ous mat er i al s cont ent  of  335 
k i l ogr ams per  cubi c met er  564 pounds per  cubi c yar d 
i s r ecommended.

Nor mal  Use.   I n soi l s  wi t h negl i gi bl e amount  of  
sul f at e,  speci f y  Type I  or  Type I I  cement .  Type I I I  
cement  may be per mi t t ed pr ovi ded t r i cal c i um 
al umi nat e ( C3A)  cont ent  i s  l i mi t ed t o 8 per cent  and 
i t  i s  l ow al kal i .

Moder at e Sul f at e Exposur e.   I n exposur es wi t h 
moder at e sul f at e cont ent  ( bet ween 0. 10 and 0. 20 
per cent  i n soi l  and l ess t han 1500 ppm i n wat er ) ,  
speci f y Type I I  or  Type I I I  ( wi t h a maxi mum 
t r i cal c i um al umi nat e ( C3A)  cont ent  of  8 per cent  and 
l ow al kal i )  cement  and a maxi mum wat er  t o 
cement i t i ous mat er i al s r at i o of  0. 40.  Do not  use 
Cl ass C f l y  ash,  bl ast  f ur nace sl ag,  or  s i l i ca f ume 
f or  cement  r epl acement .

Sever e Sul f at e Exposur e.   I n exposur es wi t h hi gh 
sul f at e cont ent  ( exceeds 0. 20 per cent  i n soi l  or  
1500 ppm i n wat er ) ,  speci f y Type V or  Type I I  ( wi t h 
a maxi mum t r i cal c i um al umi nat e cont ent  of  5 per cent )  
cement ,  and a maxi mum wat er  t o cement i t i ous 
mat er i al s r at i o of  0. 40.  Do not  use Cl ass C f l y  ash,  
bl ast  f ur nace sl ag,  or  s i l i ca f ume f or  cement  
replacement.

**************************************************************************

ASTM C150/ C150M,  [ Type I ,  I I ,  or  I I I [ _____]  wi t h a maxi mum al kal i  cont ent  
of  0. 60 per cent  [ ;  or ] [ ASTM C595/ C595M,  Type [ I P( MS)  or  I S( MS) ]  [ _____] ]  
bl ended cement  except  as modi f i ed her ei n. ]  The bl ended cement  shal l  consi st  
of  a mi xt ur e of  ASTM C150/ C150M cement  ( wi t h al kal i  cont ent  not  exceedi ng 
0. 60 per cent )  and one of  t he f ol l owi ng mat er i al s:  ASTM C618 pozzol an or  f l y  
ash,  or  ASTM C989/ C989M gr ound i r on bl ast - f ur nace sl ag,  or  ASTM C1240 
si l i ca f ume.  Cement  cer t i f i cat es shal l  i ncl ude t est  r esul t s i n accor dance 
with ASTM C150/ C150M,  i ncl udi ng equi val ent  al kal i es i ndi cat ed i n t he 
opt i onal  chemi cal  r equi r ement s.  [ Use cement  wi t h a t r i cal c i um al umi nat e 
( C3A)  cont ent  of  l ess t han [ 8] [ 5]  per cent . ]  Type I I I  cement  shal l  not  be 
used i n conj unct i on wi t h s i l i ca f ume.

**************************************************************************
NOTE:   Fl y ash,  pozzol an,  and gr ound i r on 
bl ast - f ur nace sl ag i ncr ease dur abi l i t y .  They may 
pr oduce uneven di scol or at i on of  t he concr et e dur i ng 
t he ear l y st ages of  const r uct i on,  dependi ng upon t he 
t ype of  cur i ng pr ovi ded.  Use Fl y ash/ pozzol an ( l oss 
on i gni t i on not  exceedi ng 3 per cent )  f or  f r ost  ar eas 
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t o r educe car bon i nt er f er ence wi t h ai r  ent r ai ni ng 
admi xt ur e.  St r ai ght  r epl acement  wi t h f l y  ash or  
nat ur al  pozzol an beyond 15 per cent  may decr ease t he 
concr et e' s st r engt h gai n r at e.  The f ol l owi ng opt i ons 
can hel p mi t i gat e t hi s s l ower  gai n r at e:  ( 1)  a l ower  
wat er / cement  r at i o may be used,  ( 2)  par t i al  cement  
r epl acement  can be compl et ed,  e.  g. ,  1 sack of  
cement  can be r epl aced by 1. 5 sacks of  f l y  ash,  as 
l ong as t he f i nal  r epl acement  r at i o meet s t he 
r equi r ement s,  and ( 3)  ver y f i ne f l y  ashes or  
pozzol ans ( e.  g.  wi t h aver age par t i c l e s i zes bel ow 5 
mi cr ons)  can be used.

**************************************************************************

2. 1. 1. 2   Fl y Ash and Pozzol an

**************************************************************************
NOTE:  Loss on i gni t i on gr eat er  t han 3 per cent  may 
r esul t  i n s i gni f i cant  var i at i ons i n ai r  cont ent .   
The ai r  ent r ai nment  admi xt ur e cont ent  may need t o be 
var i ed of t en t o mai nt ai n t he same l evel  of  ent r ai ned 
air.

**************************************************************************

ASTM C618,  Cl ass N,  or  F except  t hat  t he maxi mum t ot al  al kal i es shal l  be 3 
[ 6]  per cent .   I f  t he aggr egat es ar e r eact i ve t he maxi mum cal c i um oxi de 
cont ent  shal l  be 13. 0 per cent .  Cl ass C shal l  not  be used.

2. 1. 1. 3   Gr ound I r on Bl ast - Fur nace Sl ag

ASTM C989/ C989M,  Gr ade 120.

[ 2. 1. 1. 4   Si l i ca Fume

**************************************************************************
NOTE:   Use si l i ca f ume concr et e f or  mar i ne 
st r uct ur es wher e l ow per mi abi l i t y  and enhanced 
dur abi l i t y  ar e necessar y.   The si l i ca f ume and HRWR 
addi t i ve shoul d be f r om t he same manuf act ur er .  The 
Cont r act or  and bat ch pl ant  may need hel p f r om t he 
manuf act ur er .   Sel ect  wei ght  per cent age based on 
per f or mance r equi r ed.  I f  used,  a r epl acement  of  7 
per cent  i s  r ecommended.

**************************************************************************

**************************************************************************
NOTE:   Use f or  hi gh dur abi l i t y  and l ow per meabi l i t y .  
The i ni t i al  cost  of  t he concr et e wi l l  i ncr ease,  and 
super vi s i on at  t he bat ch pl ant ,  f i ni shi ng,  and 
cur i ng i s necessar y.   A HRWR must  be used wi t h 
s i l i ca f ume.  The sl ump can be i ncr eased 50 t o 125 mm 
2 t o 5 i nches wi t hout  r educi ng st r engt h.  Fi ni shi ng 
may be mor e di f f i cul t .   Pr oper  cur i ng i s essent i al  
because t her e i s  a t endency f or  pl ast i c shr i nkage 
cracking.

**************************************************************************

ASTM C1240,  pr ovi de s i l i ca f ume t hat  i s  a by- pr oduct  of  s i l i con or  
f er r osi l i con pr oduct i on.   Pr ovi de per cent  by wei ght  of  t he t ot al  
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cement i t i ous mat er i al s as i ndi cat ed i n t abl e bel ow.

] 2. 1. 1. 5   Suppl ement al  Cement i t i ous Mat er i al s ( SCM)  Cont ent

The concr et e mi x shal l  cont ai n one of  t he f our  SCMs l i s t ed bel ow,  or  a 
l i near  combi nat i on t her eof .

SUPPLEMENTARY CEMENTI TI OUS MATERI ALS CONTENT

SCM Mi ni mum Cont ent Maxi mum Cont ent

Cl ass N Pozzol an or  Cl ass F 
Fl y Ash wi t h Si O2 pl us Al 2O3 
pl us Fe2O3 gr eat er  t han 70 
percent

25 per cent 35 per cent

Cl ass N Pozzol an or  Cl ass F 
Fl y Ash wi t h Si O2 pl us Al 2O3 
pl us Fe2O3 gr eat er  t han 80 
percent

20 per cent 35 per cent

Cl ass N Pozzol an or  Cl ass F 
Fl y Ash wi t h Si O2 pl us Al 2O3 
pl us Fe2O3 gr eat er  t han 90 
percent

15 per cent 35 per cent

GGBF Sl ag 30 per cent 50 per cent

Si l i ca Fume 5 per cent 10 per cent

2. 1. 2   Water

Wat er  shal l  be f r esh,  c l ean,  and pot abl e;  f r ee f r om i nj ur i ous amount s of  
oi l s ,  aci ds,  al kal i s ,  sal t s,  or gani c mat er i al s,  or  ot her  subst ances 
del et er i ous t o concr et e or  st eel .

2. 1. 3   Aggregates

**************************************************************************
NOTE:   For  pi l es i n ar eas wher e r eact i ve aggr egat es 
ar e l i kel y t o be suppl i ed,  pr ovi de f or  addi t i onal  
t est s and cer t i f i cat i on t o i nsur e t hat  r eact i ve 
aggr egat es wi l l  not  be used.   Whi l e not  whol l y 
concl usi ve,  pet r ogr aphi c exami nat i on ( ASTM 
C295/ C295M,  chemi cal  t est  ( ASTM C289) ,  and mor t ar  
bar  met hod ( ASTM C227)  ar e val uabl e i ndi cat or s.   
Whi l e mor e r el i abl e,  t he concr et e pr i sm t est  ( ASTM 
C1293)  t akes 1 t o 2 year s t o compl et e and i s not  
pr act i cal .   The accel er at ed mor t ar  bar  met hod ( ASTM 
C1260)  i s s i mi l ar l y r el i abl e and t akes onl y 16 days 
t o y i el d r esul t s .   I n ar eas wher e r eact i ve 
aggr egat es can not  be avoi ded,  speci f y use of  l ow 
al kal i  cement ,  and/ or  cement s modi f i ed t o mi t i gat e 
al kal i - s i l i ca r eact i v i t y.   Ser vi ce r ecor ds of  
concr et e made wi t h t hese mat er i al s al ong wi t h t est s 
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shoul d be used i n eval uat i ng t hese mat er i al s.
**************************************************************************

**************************************************************************
NOTE:   I ncl ude modi f i cat i on t o ASTM C33 when 
r eact i ve aggr egat es coul d be encount er ed.   Mor e 
modi f i cat i ons may be r equi r ed.   Addi t i onal  t est s and 
cer t i f i cat i ons may be r equi r ed i n t he submi t t al  
paragraphs.

**************************************************************************

ASTM C33/ C33M [ ,  except  as modi f i ed her ei n.   Pr ovi de aggr egat e f r ee f r om 
any subst ance whi ch may be del et er i ousl y r eact i ve wi t h al kal i es i n cement  
i n an amount  suf f i c i ent  t o cause excessi ve expansi on of  concr et e] . [   Dune 
sand shal l  not  be used as f i ne aggr egat e. ]   Do not  mi x,  st or e i n same 
st ockpi l e,  or  use f i ne aggr egat es f r om di f f er ent  sour ces of  suppl y i n same 
concr et e mi x or  same st r uct ur e wi t hout  appr oval .   The f i neness modul us of  
f i ne aggr egat e shal l  be not  l ess t han 2. 40 or  gr eat er  t han 3. 0.   For  pi l es 
t hat  wi l l  be exposed t o f r eezi ng and t hawi ng,  f i ne and coar se aggr egat e 
subj ect ed t o f i ve cycl es of  t he sodi um sul f at e soundness t est  shal l  show a 
l oss not  gr eat er  t han 10 per cent .   I f  t he sel ect ed aggr egat es f ai l  t he 
soundness t est ,  t he Cont r act or  may use t he aggr egat e sour ce,  pr ovi ded 
concr et e speci mens made wi t h t he aggr egat es t o be used f or  t he pi l es shal l  
have a dur abi l i t y  f act or  of  not  l ess t han 80 based on 300 cycl es of  
f r eezi ng and t hawi ng when t est ed i n accor dance wi t h ASTM C666/ C666M.   Pr i or  
t o pi l e f abr i cat i on,  submi t  cer t i f i ed t est  r epor t s f or  t he f ol l owi ng t est s 
speci f i ed i n ASTM C33/ C33M[  , i n addi t i on,  [ t wi ce]  [ _____]  dur i ng each shi f t  
when t he concr et e pl ant  i s  oper at i ng,  t he gr adat i on of  each si ze of  
aggr egat e shal l  be t est ed i n accor dance wi t h ASTM C136/ C136M]:

a.   Gr adi ng

b.   Amount  of  mat er i al  f i ner  t han 75 mi cr omet er s No.  200 si eve

c.   Or gani c i mpur i t i es

d.   Soundness

e.   Cl ay l umps and f r i abl e par t i c l es

f .   Coal  and l i gni t e

g.   Wei ght  of  s l ag

h.   Abr asi on of  coar se aggr egat e

i .   Fi neness modul us

j .   React i ve aggr egat es

k.   Fr eezi ng and t hawi ng

2. 1. 3. 1   Al kal i - Si l i ca React i v i t y ( ASR)

Fi ne and coar se aggr egat es t o be used i n al l  concr et e shal l  be eval uat ed 
and t est ed by t he Cont r act or  f or  al kal i - aggr egat e act i v i t y.

The f i ne and coar se aggr egat es shal l  be eval uat ed separ at el y,  usi ng 
ASTM C1260.   Test  r esul t s of  t he i ndi v i dual  aggr egat es shal l  have a 
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measur ed expansi on equal  t o or  l ess t han 0. 08 per cent  at  16 days af t er  
cast i ng.   Shoul d t he t est  dat a i ndi cat e an expansi on of  gr eat er  t han 0. 08 
per cent ,  t he aggr egat es( s)  shal l  be r ej ect ed or  addi t i onal  t est i ng,  usi ng 
ASTM C1567 shal l  be per f or med as f ol l ows:  ut i l i ze t he Cont r act or ' s pr oposed 
l ow al kal i  por t l and cement  [ bl ended cement ]  and SCM i n combi nat i on wi t h t he 
pr oposed aggr egat e f or  t he t est  por t i oni ng.   The SCM quant i t y shal l  be 
det er mi ned t hat  wi l l  meet  al l  t he r equi r ement s of  t hese speci f i cat i ons and 
t hat  wi l l  l ower  t he ASTM C1567 expansi on t o equal  or  l ess t han 0. 08 per cent  
at  16 days af t er  cast i ng.

I f  t he above opt i on does not  l ower  t he expansi on t o l ess t han 0. 08 per cent  
at  16 days af t er  cast i ng,  r ej ect  t he aggr egat e( s)  and submi t  new aggr egat e 
sour ces f or  r et est i ng.   Submi t  t he r esul t s of  t est i ng t o t he Cont r act i ng 
Of f i cer  f or  eval uat i on and accept ance.

2. 1. 4   Admixtures

**************************************************************************
NOTE:   For  gui dance i n use of  ei t her  wat er - r educi ng 
admi xt ur es,  set  r et ar di ng admi xt ur es,  or  combi nat i on 
of  admi xt ur es,  see ACI  543R,  " Recommendat i ons f or  
Desi gn,  Manuf act ur e,  and I nst al l at i on of  Concr et e 
Piles.

**************************************************************************

Chemi cal  admi xt ur es shal l  conf or m t o ASTM C494/ C494M,  [ Type A]  [ Type B] .   
[ Ai r - ent r ai ni ng admi xt ur e shal l  conf or m t o ASTM C260/ C260M. ]   Do not  use 
admi xt ur es cont ai ni ng chl or i des.

2. 1. 5   Rei nf or c i ng St eel

**************************************************************************
NOTE:   Mi ni mum cover  f or  r ei nf or c i ng st eel  i n 
concr et e st r uct ur es i s dependent  upon t he 
envi r onment ,  soi l  condi t i ons,  need f or  cor r osi on 
pr ot ect i on,  and l ocat i on of  pi l i ng.   For  nor mal  
exposur e mi ni mum cover  i s  50 mm 2 i nches.   For  pi l es 
exposed t o mar i ne condi t i ons ( chl or i de cont ent  above 
1000 ppm)  i n or  wi t hi n about  300 m 1000 f eet  of  t he 
ocean or  t i dal  wat er ,  use 75 mm 3 i nches mi ni mum 
cover ,  i ncl udi ng chamf er ed cor ner s.   For  addi t i onal  
det ai l ed gui dance,  see f ol l owi ng publ i cat i ons:   ACI  
543R,  " Recommendat i ons f or  Desi gn,  Manuf act ur e and 
I nst al l at i on of  Concr et e Pi l es"  ( ACI  Manual ,  Par t  
3) ;  St at e of  Cal i f or ni a,  Depar t ment  of  Publ i c Wor ks,  
Desi gn Speci f i cat i ons,  Vol ume l ,  Br i dge Pl anni ng and 
Desi gn Manual ,  Chapt er  6.   Pi l es t o be used i n a 
mar i ne envi r onment  may r ecei ve a pr ot ect i ve coat i ng,  
par t i cul ar l y i f  t he pi l es ar e st eam cur ed.   The 
pr ot ect i ve coat i ng shoul d be appl i ed t o t hat  por t i on 
of  pi l e whi ch r emai ns abovegr ound or  wat er  l i ne.   
Show ar eas t o be pr ot ect ed on dr awi ngs.

**************************************************************************

**************************************************************************
NOTE:   I nser t  gr ade of  r ei nf or cement .   Speci f y ASTM 
A706/ A706M r ei nf or c i ng wher e wel di ng or  bendi ng of  
r ei nf or cement  bar s i s i mpor t ant .   I n addi t i on,  ASTM 
A934/ A934M may be speci f i ed f or  epoxy coat i ng of  
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r ei nf or c i ng wher e ext r a r ei nf or cement  pr ot ect i on i s 
required.

**************************************************************************

[ ASTM A615/ A615M ,  Gr ade [ 300] [ 420]  ( [ 40] [ 60] ) ; ]  [  ASTM A706/ A706M ,  Gr ade 
[ 420]  ( [ 60] ) ; ] [  ASTM A996/ A996M ,  Gr ade  [ 420]  ( [ 60] ] ) .   Wel d r ei nf or c i ng 
st eel  i n accor dance wi t h AWS D1. 4/ D1. 4M.

2. 1. 5. 1   Spirals

**************************************************************************
NOTE:   I f  pr oj ect  has been desi gned f or  epoxy r ebar ,  
add ASTM A934/ A934M,  " Epoxy- Coat ed Pr ef abr i cat ed 
St eel  Rei nf or c i ng Bar s"  i n t hi s par agr aph and i n t he 
par agr aph ent i t l ed " Ref er ences. "

**************************************************************************

ASTM A1064/ A1064M

2. 1. 6   Grout

Pr ovi de cement  gr out  f or  pr est r essed pi l es usi ng mat er i al s conf or mi ng t o 
r equi r ement s st i pul at ed her ei n f or  concr et e mi xes or  f or  post - t ensi oned 
piles, PTI  M55. 1.   Use admi xt ur es,  i f  r equi r ed,  known t o have no i nj ur i ous 
ef f ect s on st eel  or  concr et e.   Do not  use admi xt ur es cont ai ni ng cal c i um 
chl or i de.   Gr out  shal l  have a mi ni mum compr essi ve st r engt h of  48 MPa 7, 000 
psi  i n 28 days,  as det er mi ned by t est i ng 50 mm by 50 mm by 50 mm 2 i nch by 
2 i nch by 2 i nch cubes.

2. 1. 7   Joi nt  Seal i ng Mat er i al

The abut t i ng j oi nt  sur f aces of  pr ecast  segment s shal l  be cover ed by a 
seal i ng mat er i al  of  suf f i c i ent  t hi ckness t o f i l l  al l  voi ds bet ween t he end 
sur f ace,  except  at  t he cor e hol es f or  t he st r essi ng st r ands and t el l t al es,  
when br ought  t oget her  under  compr essi on as speci f i ed.   Thi s seal i ng 
mat er i al  must  at t ai n a mi ni mum ul t i mat e compr essi ve st r engt h of  48 MPa 
7, 000 psi  i n 28 days,  and shal l  be as r esi st ant  t o exposur e and weat her i ng 
as i s t he concr et e.

2. 1. 8   Epoxy Coat i ng

[ EP- 3] [ _____]  conf or mi ng t o Sect i on [ _____] ,  " Epoxy- Resi n Syst ems"  of  
[ _____] DOT RBS.   Coat  [ _____] mm [ _____]  f eet  of  pi l es out er  sur f ace.

2. 1. 9   Pr essur e Gr out i ng Epoxy

2. 1. 9. 1   Cr ack Seal er  f or  Pr essur e Gr out i ng

ASTM C881/ C881M,  Type I V,  Gr ade 1,  Cl ass B or  C wi t hout  f i l l er .

2. 1. 9. 2   Cr ack Sur f ace Seal er  f or  Pr essur e Gr out i ng

ASTM C881/ C881M,  Type I V,  Gr ade 3,  Cl ass B or  C wi t h mi ner al  f i l l er .

2. 1. 10   Pr est r essi ng/ Post  Tensi oni ng Tendons

ASTM A416/ A416M,  Gr ade [ 250]  [ 270]  [ 1720]  [ 1860] ,  uncoat ed,  7 wi r e,  
l ow- r el axat i on st r and or  ASTM A886/ A886M,  Gr ade [ 270]  [ 1860] ,  i ndent ed,  7 
wi r e,  l ow- r el axat i on st r and ( i ncl udi ng suppl ement ) .
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2. 2   CONCRETE

2. 2. 1   Concr et e Mi x Desi gn

**************************************************************************
NOTE:   I nser t  t he speci f i ed compr essi ve st r engt h,  
f ' c .  A mi ni mum of  48 MPa 7000 psi  i s  nor mal l y 
speci f i ed.   Consi der  r educi ng aver age over st r engt h 
f act or  t o pr oduce a mor e economi cal  concr et e mi x 
desi gn.   ACI  318M ACI  318 may be modi f i ed f or  a 
speci f i ed compr essi ve st r engt h,  f ' c ,  over  35 MPa 
5000 psi  t o per mi t  a r equi r ed aver age compr essi ve 
st r engt h,  f ' cr ,  of  f ' c  pl us 4. 8 MPa 700 psi .   
Concr et e may be pr opor t i oned i n accor dance wi t h ACI  
214R f or  t he pr obabi l i t y  of  1 t est  i n 10 f al l i ng 
bel ow t he speci f i ed compr essi ve st r engt h,  f ' c ,  i f  
t he mi x desi gn r ef l ect s act ual  concr et e pl ant  
st andar d devi at i ons and t he r esul t i ng pr oduct i on 
concr et e conf or ms t o speci f i ed r equi r ement s.   Do not  
use l i ght wei ght  or  f i ber - r ei nf or ced concr et e.

**************************************************************************

Concr et e shal l  have a mi ni mum speci f i ed compr essi ve st r engt h,  f ' c ,  of  
[ _____] [ 7000]  psi  at  28 days.   The mi ni mum cement i t i ous mat er i al s cont ent  
shal l  be 354 kg per  cubi c met er  600 pounds per  cubi c yar d of  concr et e.   The 
desi gn shal l  be pr epar ed i n accor dance wi t h ACI  211. 1 and ACI  318M ACI  318.   
The mi x desi gn shal l  be based on cur r ent  mat er i al s  pr evi ousl y eval uat ed by 
t he concr et e pr oducer  whose est abl i shed met hods of  st at i st i cal  qual i t y  
cont r ol  i s  i n conf or mance wi t h ACI  318M ACI  318.   I n t he absence of  such 
dat a,  t he Cont r act or  shal l  sampl e and t est  t he aggr egat es f or  t he desi gn of  
concr et e.   Cal c i um Ni t r i t e shal l  be added t o t he mi x at  a r at e of  [ 10 
l i t er s per  cubi c met er ]  [ 2. 0 gal l ons per  cubi c yar d] .

2. 2. 2   Concr et e Mi x Desi gn Pr opor t i oni ng

a.   Wat er  and cement  r at i o shal l  be equal  t o or  l ess t han 0. 40.  I f  f l y  ash 
i s used,  t he wat er  and cement  r at i o shal l  be cal cul at ed as t he wei ght  
of  wat er  di v i ded by t he wei ght  of  cement  pl us 60 per cent  of  t he wei ght  
of  f l y  ash.   I f  s i l i ca f ume i s used,  t he wat er  and cement  r at i o shal l  
be cal cul at ed as t he wei ght  of  wat er  di v i ded by t he wei ght  of  cement  
pl us t he wei ght  of  s i l i ca f ume.

b.   Maxi mum aggr egat e s i ze shal l  not  exceed 19 mm 3/ 4 i nch.

**************************************************************************
NOTE:   Ai r - ent r ai nment  may be consi der ed opt i onal  
onl y i n r egi ons t hat  do not  exper i ence f r eezi ng 
temperatures.

**************************************************************************

c.   Ai r - ent r ai nment  shal l  be 4. 5 t o 7. 5 per cent .   Det er mi ne ai r  voi d 
st r uct ur e i n accor dance wi t h ACI  212. 3R.   Spaci ng f act or  shal l  be l ess 
t han 2. 5 mm 0. 01 i nch,  t he speci f i c  sur f ace ar ea shal l  be gr eat er  t han 
0. 39 squar e met er  per  0. 000016 cubi c met er  600 squar e i nches per  cubi c 
i nch of  ai r  voi d vol ume,  and t he number  of  ai r  voi ds per  mm i nch of  
t r aver se shal l  be s i gni f i cant l y gr eat er  t han t he numer i cal  val ue of  t he 
per cent age of  ai r  i n t he concr et e.
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2. 2. 3   Tr i al  Mi xt ur es

Tr i al  mi xt ur es havi ng pr opor t i ons and consi st enci es of  t he pr oposed mi x 
desi gn shal l  be made t o document  t he Cont r act or ' s abi l i t y  t o pr oduce 
wor kabl e concr et e whi ch does not  segr egat e or  show excessi ve s l ump l oss 
characteristics.

2. 3   FABRICATION

Fabr i cat i on of  t he concr et e cyl i nder  pi l es,  i ncl udi ng st or age and handl i ng 
of  mat er i al s,  bat chi ng and mi xi ng of  concr et e,  st r essi ng,  sampl i ng,  t est i ng 
and r ecor di ng shal l  f ol l ow t he gui del i nes set  f or t h i n PCI  MNL- 116 " Manual  
f or  Qual i t y Cont r ol  f or  Pl ant s and Pr oduct i on of  Pr ecast  and Pr est r essed 
Pr oduct s"  or  t he QA/ QC pr ocedur e est abl i shed under  t he I SO 9002 
cer t i f i cat i on pr ogr am,  unl ess ot her wi se not ed i n t he speci f i cat i ons or  
appr oved by t he Cont r act i ng Of f i cer .   Test  pi l es shal l  be i dent i cal  t o,  and 
manuf act ur ed by t he same f i r m as t he pr oduct i on pi l es.

2. 3. 1   Manuf act ur i ng of  Pi l es and Pi l e Sect i ons

The aggr egat es,  cement  and wat er  shal l  be pr opor t i oned bat ched by 
cal i br at ed devi ce and mi xed t hor oughl y by sui t abl e mi xi ng pl ant  t o pr oduce 
consi st ent  and homogeneous concr et e.

 
Ful l  l engt h,  pr et ensi oned concr et e pi l es and post - t ensi oned pi l e sect i ons 
can be manuf act ur ed by t he cent r i f ugal  cast i ng pr ocess .   I f  t hi s pr ocess 
i s ut i l i zed,  i ndi v i dual  pi l es and pi l e sect i ons shal l  be f or med and 
compact ed by cent r i f ugal  f or ce i n a machi ne of  sui t abl e t ype so desi gned 
t hat  t he concr et e mol ds may be r evol ved at  speeds suf f i c i ent  t o ensur e even 
di st r i but i on and dense packi ng of  concr et e wi t hout  t he cr eat i on of  voi ds 
behi nd r ei nf or c i ng st eel .

Fi l l i ng t he mol d and spi nni ng shoul d be cont i nuous and shal l  al l  t ake pl ace 
bef or e any of  t he concr et e i n t he mol d has t aken an i ni t i al  set .   Excess 
wat er  f or ced t o t he cent er  must  be dr ai ned or  r emoved pr i or  t o cur i ng.   The 
sect i on shal l  be cur ed i n t he mol d unt i l  t he concr et e has at t ai ned t he 
i ndi cat ed st r engt h t o pr event  def or mat i on or  damage dur i ng demol di ng.

Al t er nat i vel y,  pr est r essed concr et e pi l es can be made by t he st at i c  cast  
met hod.   Ext r uded dr y cast  met hod shal l  not  be al l owed f or  st at i c cast  
piles.

Manuf act ur i ng by t he st at i c cast  met hod shal l  ut i l i ze r i gi d st eel  f or ms and 
be v i br at ed as necessar y t o ensur e t hat  t he concr et e i s consol i dat ed and 
homogeneous f or  t he ent i r e pi l e l engt h.

Fi l l i ng t he mol d shoul d be cont i nuous and shal l  be compl et ed f or  each 
i ndi v i dual  pi l e bef or e any of  t he concr et e i n t he mol d has t aken an i ni t i al  
set .   The pi l e shal l  be cur ed i n t he mol d unt i l  t he concr et e has at t ai ned 
t he i ndi cat ed st r engt h t o pr event  def or mat i on or  damage dur i ng demol di ng.   
Af t er  i ni t i al  set  has occur r ed,  t he t op f or m sect i on may be r emoved t o 
al l ow f i ni shi ng of  t he pour  st op al ong t he ext er i or  t op f ace of  t he pi l e.

For  bot h f abr i cat i on met hods,  t he wal l  t hi ckness of  t he pi l e sect i ons shal l  
be as speci f i ed on t he pl ans.

2. 3. 2   Spi r al  Rei nf or c i ng

**************************************************************************
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NOTE:   Mi ni mum cover  f or  r ei nf or c i ng st eel  i n 
concr et e st r uct ur es i s dependent  upon t he 
envi r onment ,  soi l  condi t i ons,  need f or  cor r osi on 
pr ot ect i on,  and l ocat i on of  pi l i ng.   For  nor mal  
exposur e mi ni mum cover  i s  50 mm 2 i nches.   For  pi l es 
exposed t o mar i ne condi t i ons ( chl or i de cont ent  above 
1000 ppm) ,  use 75 mm 3 i nches mi ni mum cover  except  
at  cor ner s wher e 100 mm 4 i nches of  cover  shoul d be 
pr ovi ded.   I n nor mal  and mar i ne condi t i ons,  38 mm 
1- 1/ 2 i nch cover  may be used f or  post - t ensi oned,  
cent r i f ugal l y cast  pi l es usi ng no- sl ump concr et e,  
wi t h mi ni mum 9. 15 sacks of  cement  per  cubi c met er  7 
sacks cement  per  cubi c yar d.   For  addi t i onal  
det ai l ed gui dance,  see f ol l owi ng publ i cat i ons:   ACI  
543R,  " Recommendat i ons f or  Desi gn,  Manuf act ur e and 
I nst al l at i on of  Concr et e Pi l es"  ( ACI  Manual ,  Par t  
3) ;  St at e of  Cal i f or ni a,  Depar t ment  of  Publ i c Wor ks,  
Desi gn Speci f i cat i ons,  Vol ume l ,  Br i dge Pl anni ng and 
Desi gn Manual ,  Chapt er  6.   Pi l es t o be used i n a 
mar i ne envi r onment  may r ecei ve a pr ot ect i ve coat i ng,  
par t i cul ar l y i f  t he pi l es ar e st eam cur ed.   The 
pr ot ect i ve coat i ng shoul d be appl i ed t o t hat  por t i on 
of  pi l e whi ch r emai ns abovegr ound or  wat er  l i ne.   
Show ar eas t o be pr ot ect ed on dr awi ngs.   A mar i ne 
envi r onment  i s  def i ned as i n or  wi t hi n about  300 m 
1000 f eet  of  t he ocean or  t i dal  wat er .

**************************************************************************

Sect i ons shal l  have a spi r al  r ei nf or cement  cage,  ar r anged and di mensi oned 
as shown on t he cont r act  dr awi ngs.   Thi s r ei nf or c i ng cage shal l  be secur el y 
hel d i n posi t i on dur i ng t he cast i ng or  spi nni ng of  t he concr et e.

Cent er  t o cent er  spaci ng of  spi r al  ( def i ned as spi r al  pi t ch)  shal l  not  
exceed 6 t i mes t he spi r al  wi r e di amet er  i n t he por t i on of  t he pi l e 
ext endi ng f r om t he sof f i t  of  t he pi l e cap t o a l ocat i on equal  t o t he poi nt  
of  f i x i t y  bel ow mudl i ne.  

The spi r al  st eel  r ei nf or c i ng shal l  be out s i de t he pr est r ess bar s and shal l  
have a mi ni mum concr et e cover  t o t he out s i de sur f ace of  t he pi l e sect i on as 
shown on t he cont r act  dr awi ngs.  [ The spi r al  st eel  r ei nf or c i ng shal l  be 
out s i de t he t endon duct s and shal l  have a mi ni mum concr et e cover  of  38 mm  
1- 1/ 2 i nches t o t he out s i de sur f ace of  t he pi l e sect i on. ]

2. 3. 3   Ar r angement  of  St r ands

The number ,  s i ze,  and ar r angement  of  t he pr est r essi ng st r ands shal l  be i n 
accor dance wi t h t he det ai l s  shown on t he cont r act  dr awi ngs.

2. 3. 4   Cur i ng of  Pi l es

Cur e pi l es usi ng moi st  or  accel er at ed cur i ng.  Cur i ng of  pi l es shal l  be i n 
accor dance wi t h t he PCI  MNL- 116 except  as f ol l ows.

2. 3. 4. 1   Moi st  Cur i ng

Moi st  cur e usi ng moi st  bur l ap cover i ngs,  pl ast i c sheet i ng,  or  membr ane 
cur i ng compound unt i l  mi ni mum st r engt h t o det ensi on i s achi eved.
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2. 3. 4. 2   Accel er at ed Cur i ng

Af t er  pl acement  of  concr et e,  moi st  cur e f or  a per i od of  4 hour s.  
Accel er at ed cur e unt i l  concr et e has r eached speci f i ed r el ease st r engt h.  
Encl ose cast i ng bed f or  accel er at ed cur i ng wi t h a sui t abl e encl osur e.  
Dur i ng appl i cat i on of  st eam or  heat ,  i ncr ease t he ai r  t emper at ur e at  a r at e 
not  t o exceed 22 C degr ees 40 F degr ees per  hour .   Cur e at  a maxi mum 
t emper at ur e of  65 degr ees C 150 degr ees F unt i l  concr et e has r eached 
speci f i ed r el ease st r engt h.   Reduce t emper at ur e at  a r at e not  t o exceed 11 
C degr ees 20 F degr ees per  hour  unt i l  a t emper at ur e of  11 C degr ees 20 F 
degr ees above ambi ent  ai r  t emper at ur e i s r eached.   Af t er  accel er at ed 
cur i ng,  moi st  cur e usi ng ei t her  wat er  or  membr ane cur i ng unt i l  a t ot al  
accel er at ed and moi st  cur i ng t i me of  72 hour s i s achi eved.

2. 3. 5   Handling

Pi l es shal l  not  be demol ded or  l i f t ed of f  f r om cast i ng beds unl ess t he 
desi gned l i f t i ng st r engt h or  mi ni mum wor ks cube st r engt h of  39. 3 MPa 5, 700 
psi  ( whi chever  i s  gr eat er )  has been achi eved.   Li f t i ng devi ce or  cr ane 
shal l  be such t hat  no shock or  i mpact  i s  i mposed on pi l es.

Car e shoul d be t aken at  al l  s t ages or  t r anspor t i ng,  l i f t i ng and handl i ng t o 
ensur e t he pi l es ar e not  damaged or  cr acked.   Pi l es shoul d be st or ed on 
f i r m st abl e gr ound not  suscept i bl e t o set t l ement  under  t he wei ght  of  
pi l es.   The pi l es shal l  be pl aced on st r ong suppor t s ( har d wood)  whi ch ar e 
t r ul y l evel  and spaced so as t o avoi d undue bendi ng st r ess i n t he pi l es.   
The suppor t s shoul d be ver t i cal l y  above one anot her .

No pi l e shal l  be dr i ven bef or e t he 28- day st r engt h of  concr et e has been 
achieved.

2. 4   CONCRETE CYLI NDER PI LE POST- TENSI ONED CENTRI FUGALLY CAST ( ALTERNATI VE I )

2. 4. 1   Anchor ages and End Fi t t i ngs

 ACI  318M ACI  318,  f or  post - t ensi oned assembl i es.

2. 4. 2   Forms

Pr ovi de f or ms of  met al ,  br aced and st i f f ened agai nst  def or mat i on,  
accur at el y const r uct ed,  wat er t i ght ,  and suppor t ed on unyi el di ng cast i ng 
beds.   For ms shal l  per mi t  movement  of  pi l e wi t hout  damage dur i ng r el ease of  
t he pr est r essi ng f or ce.   Make pi l es t o di mensi onal  t ol er ances i n accor dance 
with PCI  MNL- 116 and as f ol l ows:

a.   Locat i on of  r ei nf or c i ng st eel

( 1)  Mai n r ei nf or cement :   3 t o 6 mm 1/ 8 t o 1/ 4 i nch f r om posi t i on 
desi gnat ed on dr awi ngs.

( 2)  Spaci ng of  spi r al :   pl us or  mi nus 13 mm 1/ 2 i nch f r om posi t i on 
desi gnat ed on dr awi ngs excl usi ve of  concr et e cover  r equi r ement s.

b.   Locat i on of  pi pe s l eeves f r om t r ue posi t i on:   pl us or  mi nus 10 mm 3/ 8 
inch.

2. 4. 3   Longi t udi nal  Rei nf or cement

The number ,  s i ze,  and ar r angement  of  t he l ongi t udi nal  post  t ensi oned 
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t endons shal l  be i n accor dance wi t h t he det ai l s  shown on t he cont r act  
drawings.

The mai n l ongi t ude r ei nf or cement  shal l  be f i t t ed symmet r i cal l y ,  equal l y and 
cont i nuousl y spr ead over  t he whol e l engt h wi t hout  j oi nt  or  l ap.  The mai n 
l ongi t udi nal  post  t ensi oned t endons shoul d be l evel  at  t he t op of  t he pi l e 
and shoul d f i t  t i ght l y i nt o t he pi l e shoe and end pl at e.

2. 4. 4   Spi n Cast i ng

The spi nni ng of  t he whol e assembl y shal l  f ol l ow pr oven spi nni ng pr ocedur e 
t hat  has been used by t he manuf act ur er  i n t he manuf act ur i ng of  s i mi l ar  pi l e 
sections.

2. 4. 5   Longi t udi nal  Duct s ( hol es)  f or  Pr est r essi ng Tendons

Det ai l s  and posi t i oni ng of  duct s ( hol es)  shal l  be i n accor dance wi t h 
PCI  MNL- 116,  and as speci f i ed her ei n.   Longi t udi nal  duct s f or  t he 
pr est r essi ng t endons shal l  be f or med i n t he wal l s of  t he pi l e sect i ons 
dur i ng cast i ng.   The duct s shal l  be 35 mm 1- 3/ 8 i nches ( nomi nal  di amet er )  
and posi t i oned so t hat  t her e shal l  be a mi ni mum cover  of  38 mm 1- 1/ 2 i nches 
f r om t he edge of  t he duct s t o t he out s i de sur f ace of  t he pi l e sect i on.

2. 4. 6   Concr et e St r engt h

**************************************************************************
NOTE:   Speci f y " assembl y st r engt h. "   Assembl y 
st r engt h of  30 MPa 4000 psi  f or  ( Desi gn st r engt h)  of  
50 MPa 7000 psi  or  0. 7 of  t he 28- day desi gn st r engt h 
i s desi r abl e;  however ,  some r egi ons use 0. 8 of  t he 
desi gn st r engt h.   Check wi t h l ocal  pi l e 
manufacturers.

**************************************************************************

The pi l e sect i ons shal l  not  be assembl ed t oget her  i nt o a pi l e unt i l  t he 
compr essi ve st r engt h of  t he concr et e has r eached 30 MPa 4, 000 psi  as 
det er mi ned by cy l i nder s cur ed i n t he same manner  as t he sect i ons.

2. 4. 7   Al i gnment  of  Sect i ons

Pi l e sect i ons shal l  be posi t i oned i n accur at e al i gnment  so t hat  t he axi s of  
t he pi l e does not  devi at e f r om a st r ai ght  l i ne mor e t han 3 mm per  3 m 
1/ 8- i nch per  10 f eet  of  l engt h.   Adj acent  sect i ons shal l  be posi t i oned so 
t hat  t he maxi mum devi at i on of  t he out s i de sur f ace of  t he j oi nt  does not  
exceed 6 mm 1/ 4- i nch.   Wher e membr ane cur i ng i s used,  r emove cur i ng 
compound f r om abut t i ng end- sur f ace of  sect i ons.   The abut t i ng j oi ni ng 
sur f aces shal l  be cover ed by a j oi nt  seal i ng mat er i al  of  suf f i c i ent  
t hi ckness t o f i l l  voi ds bet ween end sur f aces,  except  at  t he cor e hol es f or  
t he st r essi ng.   The pi l e sect i on shal l  be br ought  i nt o cont act  and hel d 
t oget her  by a f or ce equi val ent  t o not  l ess t han 690 kPa 100 psi  on t he 
gr oss concr et e ar ea,  unt i l  t he seal i ng mat er i al s has set .

2. 4. 8   Post  Tensi oni ng

Tendons shal l  be t ensi oned t o an allowable  uni t  st r ess as i ndi cat ed on t he 
pl ans.   The speci f i ed t ensi on shal l  be measur ed by t he gage pr essur e of  t he 
hydr aul i c st r essi ng j ack and ver i f i ed by t he el ongat i on of  t he st eel  
st r and.   Pr ovi de j ack gage cal i br at ed wi t hi n past  6 mont hs by a l abor at or y 
appr oved by t he Cont r act i ng Of f i cer .    The var i at i on i n t he act ual  
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el ongat i on and t he cal cul at ed el ongat i on shal l  not  be gr eat er  t han 5 
per cent .   Tensi on i n t he t endons shal l  be mai nt ai ned by mechani cal  
end- l ocks or  anchor s unt i l  f i nal  st r ess t r ansf er .   Aggr egat e pr est r ess l oss 
t hr ough t r ansf er  of  st r essi ng f or ce f r om j ack t o t empor ar y anchor age shal l  
not  exceed an aver age of  10 per cent  i n any one cabl e or  an aver age of  5 
per cent  f or  al l  cabl es i n one pi l e.

2. 4. 9   Grouting

Af t er  t ensi oni ng al l  t endons,  each t endon hol e shal l  be c l eaned and 
compl et el y f i l l ed wi t h gr out ,  i nc l udi ng hol es not  used f or  t ensi oni ng.   The 
pr essur e of  t he gr out  i s  t o be s l owl y r ai sed t o a mi ni mum of  690 kPa 100 psi
 but  not  over  1034 kPa 150 psi  and hel d f or  at  l east  one mi nut e.   Whi l e t he 
gr out  i s  cur i ng,  t he pi l e shal l  not  be moved or  handl ed i n any manner  t hat  
coul d damage t he pi l e.

2. 4. 10   St r ess Tr ansf er  ( Det ensi oni ng)

Tr ansf er  of  t he post  t ensi on f or ce f r om t empor ar y end l ocks t o gr out ed 
t endons shal l  not  be done unt i l  t he gr out  has r eached a compr essi ve 
st r engt h of  30 MPa 4, 000 psi .   Pr est r essi ng t endons shal l  be consi der ed t o 
be wi t hout  s l i ppage f r om t he r emoval  of  t he end l ocks when,  upon cut t i ng 
t he wi r es bet ween t he end of  t he pi l e and t he anchor  wi t h a bur ni ng t or ch,  
t he wi r es do not  par t  under  st r ess wi t h a " cup and cone"  f r act ur e,  but  ar e 
bur ned t hr ough wi t h t he t or ch.   Pi l es t hat  show evi dence of  pr est r essi ng 
cabl e s l i ppage shal l  be r ej ect ed.

2. 5   CONCRETE CYLI NDER PI LE PRESTRESSED STATI C CAST ( ALTERNATI VE I I )

2. 5. 1   Forms

Use col l apsi bl e i nt er nal  f or mwor k t o manuf act ur e pi l es.   Do not  use a 
mandr el  t o manuf act ur e pi l es.   Pr ovi de f or ms of  met al ,  br aced and st i f f ened 
agai nst  def or mat i on,  accur at el y const r uct ed,  wat er t i ght ,  and suppor t ed on 
unyi el di ng cast i ng beds.   For ms shal l  per mi t  movement  of  pi l e wi t hout  
damage dur i ng r el ease of  t he pr est r essi ng f or ce.   Make pi l es t o di mensi onal  
t ol er ances i n accor dance wi t h PCI  MNL- 116 and as f ol l ows:

a.   Locat i on of  r ei nf or c i ng st eel

( 1)  Mai n r ei nf or cement :  3 t o 6 mm 1/ 8 t o 1/ 4 i nch f r om posi t i on 
desi gnat ed on dr awi ngs.

( 2)  Spaci ng of  spi r al :   pl us or  mi nus 13 mm 1/ 2 i nch f r om posi t i on 
desi gnat ed on dr awi ngs excl usi ve of  concr et e cover  r equi r ement s.

b.   Locat i on of  pi pe s l eeves f r om t r ue posi t i on:   pl us or  mi nus 10 mm 3/ 8 
inch.

2. 5. 2   Casting

2. 5. 2. 1   Conveying

Convey concr et e t o f or mwor k i n accor dance wi t h PCI  MNL- 116,  and as 
speci f i ed her ei n.   Cl ean conveyi ng equi pment  t hor oughl y bef or e each r un.   
Dur i ng pl aci ng,  make any f r ee ver t i cal  dr op of  t he concr et e l ess t han 0. 91 m
 3 f eet .   Remove concr et e whi ch has segr egat ed i n conveyi ng or  pl aci ng.
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2. 5. 2. 2   Pl aci ng and Cast i ng

Per f or m concr et e cast i ng wi t hi n 3 days af t er  pr et ensi oni ng st eel ;  however ,  
do not  deposi t  concr et e i n f or ms unt i l  pl acement  of  r ei nf or cement  and 
anchor ages has been i nspect ed and appr oved by pi l e manuf act ur er ' s qual i t y  
cont r ol  r epr esent at i ve.   Pr oduce each pi l e of  dense concr et e st r ai ght  wi t h 
smoot h sur f aces wi t h r ei nf or cement  r et ai ned i n i t s  pr oper  posi t i on dur i ng 
f abr i cat i on.   Use vi br at or  wi t h heads smal l er  t han t he mi ni mum di st ance 
bet ween st eel  f or  pr et ensi oni ng.   Make sur f ace of  pi l e ends per pendi cul ar  
t o axi s of  pi l e.   Chamf er ,  a mi ni mum of  [ 19 mm]  [ 3/ 4 i nch]  [ ends of  pi l es] .

2. 5. 3   Pretensioning

**************************************************************************
NOTE:  Use mi ni mum nomi nal  l evel  of  pr est r ess equal
t o 8. 3 MPa 1200 psi  i n t he gr oss pi l e sect i on,
r esul t i ng f r om t he combi ned pr est r essi ng f or ce i n 
t he st r ands af t er  al l  l osses.

**************************************************************************

Pr et ensi oni ng shal l  be per f or med i n accor dance wi t h PCI  MNL- 116,  and as 
speci f i ed her ei n.   Measur e t endon t o whi ch st eel  i s  t o be pr et ensi oned by 
j ack pr essur e r ead on a cal i br at ed gage and ver i f y  by el ongat i on of  st eel .   
Use gage cal i br at ed wi t hi n l ast  6 mont hs by a l abor at or y appr oved by 
Cont r act i ng Of f i cer .   Pr ovi de means f or  measur i ng el ongat i on of  st eel  t o 
near est  3 mm 1/ 8 i nch.   When di f f er ence bet ween r esul t s of  measur ement  and 
gage r eadi ng i s mor e t han 5 per cent ,  det er mi ne cause of  di scr epancy and 
cor r ect .   Gi ve t ensi oni ng st eel  a uni f or m pr est r ess pr i or  t o bei ng br ought  
t o desi gn pr est r ess.   I nduce same i ni t i al  pr est r ess i n each uni t  when 
sever al  uni t s of  pr est r essi ng st eel  i n a pi l e ar e st r et ched si mul t aneousl y.

2. 5. 4   St r ess Tr ansf er  ( Det ensi oni ng)

**************************************************************************
NOTE:  Speci f y " r el ease st r engt h. "  Rel ease st r engt h
of  30 MPa 4000 psi  f or  ( Desi gn st r engt h)  of  35 MPa
 5000 psi  or  0. 7 of  t he 28- day desi gn st r engt h i s
desi r abl e;  however ,  some r egi ons use 0. 8 of  t he
desi gn st r engt h.   Check wi t h l ocal  pi l e 
manufacturers.

**************************************************************************

Per f or m r el ease of  pr est r essed st eel  i n pr et ensi oned pi l es i n such an or der  
t hat  eccent r i c i t y of  pr est r ess wi l l  be mi ni mi zed.   Gr adual l y r el ease 
t ensi on i n st r ands f r om anchor age.   Det ensi on af t er  appr oval  by pi l e 
manuf act ur er ' s qual i t y  cont r ol  r epr esent at i ve.   Per f or m t r ansf er  of  
pr est r essi ng f or ce when concr et e has r eached a mi ni mum compr essi ve st r engt h 
of  [ _____]  MPa [ _____]  psi .

2. 6   FABRI CATI ON TOLERANCES

a.   Pi l e ends shal l  be pl ane sur f aces and per pendi cul ar  t o t he l ongi t udi nal  
axi s of  t he pi l e wi t h a maxi mum devi at i on of  6 mm 1/ 4- i nch per  12 i nches
 at  t he pi l e head.   End sur f aces shal l  al so be f r ee of  spal l s.   Any end 
sur f ace whi ch exhi bi t s mor e t han t en per cent  of  t he end sur f ace ar ea 
spal l ed t o a dept h of  mor e t han 3 mm 0. 118 i nch  wi l l  be r ej ect ed.

b.   Accumul at ed devi at i on f r om st r ai ght ness measur ed al ong t wo 
per pendi cul ar  f aces of  t he pi l e,  whi l e not  subj ect ed t o bendi ng 
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( sweep) ,  shal l  not  exceed 3 mm per  1 m 1/ 8- i nch per  10 f eet  of  l engt h.

c.   Over al l  l engt hs of  i ndi v i dual  pi l es shal l  be wi t hi n 0. 3 per cent  of  t he 
over al l  l engt h speci f i ed.

d.   The out s i de di amet er  of  pi l es i s def i ned as t he aver age of  t wo 
measur ement s t aken al ong t he axes at  r i ght  angl es t o each ot her  on 
cr oss sect i on.   The wal l  t hi ckness i s def i ned as t he aver age of  f our  
measur ement s t aken al ong pi l e axes at  r i ght  angl es t o each ot her  i n a 
cr oss sect i on:

Cr oss Sect i onal  Di mensi ons Tolerances

nomi nal  out si de di amet er  mi nus 3 mm t o pl us 6 mm mi nus 1/ 8- i nch t o pl us 
1/4-inch

wal l  t hi ckness of  hol l ow 
section

 mi nus 3 mm t o pl us 10 mm mi nus 1/ 8- i nch t o pl us 
3/8-inch

[ 2. 7   PROTECTI ON FROM FREEZI NG

For  cyl i nder  pi l es exposed t o f r eezi ng,  pr ovi de pr ecast  dr ai n hol es t hr ough 
pi l e wal l  at  appr oxi mat e gr ound wat er  el evat i on and f i l l  pi l e wi t h 
f r ee- dr ai ni ng mat er i al .   For  pi l es st andi ng i n open wat er ,  pl ace a concr et e 
pl ug f r om l owest  f r eeze dept h t o a mi ni mum of  300 mm one f oot  above maxi mum 
hi gh wat er  l evel  and pr ovi de pr ecast  dr ai n hol es t hr ough pi l e wal l  j ust  
above sur f ace of  concr et e pl ug.

] 2. 8   PRODUCT QUALI TY CONTROL

Wher e pi l i ng i s manuf act ur ed i n a pl ant  wi t h an est abl i shed qual i t y  cont r ol  
pr ogr am as at t est ed t o by a cur r ent  cer t i f i cat i on i n t he PCI  " Cer t i f i cat i on 
Pr ogr am f or  Qual i t y Cont r ol "  or  t he QA/ QC pr ocedur e est abl i shed under  t he 
I SO 9002 cer t i f i cat i on pr ogr am,  per f or m pr oduct  qual i t y  cont r ol  i n 
accor dance wi t h PCI  MNL- 116 or  I SO 9002,  r espect i vel y.   Wher e pi l i ng i s 
manuf act ur ed by speci al i s t s or  i n pl ant s not  cur r ent l y enr ol l ed i n t he PCI  
" Cer t i f i cat i on Pr ogr am f or  Qual i t y Cont r ol , "  or  t he QA/ QC pr ocedur e 
est abl i shed under  t he I SO 9002 cer t i f i cat i on pr ogr am,  set - up a pr oduct  
qual i t y  cont r ol  syst em i n accor dance wi t h PCI  MNL- 116 or  I SO 9002 and 
per f or m concr et e and aggr egat e qual i t y  cont r ol  t est i ng usi ng an i ndependent  
commer ci al  t est i ng l abor at or y appr oved by t he Cont r act i ng Of f i cer  i n 
accor dance wi t h t he f ol l owi ng.

2. 8. 1   Aggr egat e Test s

Take sampl es of  f i ne and coar se aggr egat e at  concr et e bat ch pl ant  and 
t est .   Per f or m mechani cal  anal ysi s ( one t est  f or  each aggr egat e s i ze)  i n 
accor dance wi t h ASTM C136/ C136M.   Tabul at e r esul t s of  t est s i n accor dance 
with ASTM C33/ C33M.

2. 8. 2   Sl ump and St r engt h Test s

Sampl e concr et e i n accor dance wi t h ASTM C172/ C172M at  t i me concr et e i s 
deposi t ed f or  each pr oduct i on l i ne.   Per f or m sl ump t est s i n accor dance wi t h 
ASTM C143/ C143M.   Mol d cyl i nder s i n accor dance wi t h ASTM C31/ C31M.  Mol d at  
l east  s i x cyl i nder s per  day or  one f or  ever y [ 15]  [ 45]  cubi c met er  [ 20]  
[ 60]  cubi c yar ds of  concr et e pl aced,  whi chever  i s  gr eat er .   Cur e cyl i nder s 
i n same manner  as pi l es and f or  accel er at ed cur i ng,  pl ace at  cool est  poi nt  
i n cast i ng bed.   Per f or m st r engt h t est s i n accor dance wi t h ASTM C39/ C39M.   
Test  t wo cyl i nder s of  each set  at  7 days or  14 days,  or  at  a t i me f or  
est abl i shi ng t r ansf er  of  pr est r essi ng f or ce ( r el ease st r engt h)  and r emoval  
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of  pi l e f r om f or ms.   Test  r emai ni ng cyl i nder s of  each set  28 days af t er  
molding.

2. 8. 3   Compr essi ve St r engt h Test  Resul t s

Eval uat e compr essi ve st r engt h t est  r esul t s at  28 days i n accor dance wi t h 
ACI  214R usi ng a coef f i c i ent  of  var i at i on of  10 per cent .   Eval uat e st r engt h 
of  concr et e by aver agi ng t est  r esul t s of  each set  of  st andar d cyl i nder s 
t est ed at  28 days.   Not  mor e t han 10 per cent  of  i ndi v i dual  cyl i nder s t est ed 
shal l  have a compr essi ve st r engt h l ess t han speci f i ed desi gn st r engt h.

2. 8. 4   Changes i n Pr opor t i ons

I f ,  af t er  eval uat i on of  st r engt h t est  r esul t s,  compr essi ve st r engt h i s l ess 
t han speci f i ed compr essi ve st r engt h,  make adj ust ment s i n pr opor t i ons and 
wat er  cont ent  and changes i n t emper at ur e,  moi st ur e,  and cur i ng pr ocedur es 
as necessar y t o secur e speci f i ed st r engt h.   Submi t  changes i n mi x desi gn t o 
Cont r act i ng Of f i cer  i n wr i t i ng.

2. 8. 5   Chl or i de I on Concent r at i on

Sampl i ng and det er mi nat i on of  wat er  sol ubl e chl or i de i on cont ent  i n 
accor dance wi t h ASTM C1218/ C1218M.   Maxi mum wat er  sol ubl e chl or i de i on 
concent r at i ons i n har dened concr et e at  ages f r om 28 t o 42 days cont r i but ed 
f r om t he i ngr edi ent s i ncl udi ng wat er ,  aggr egat es,  cement i t i ous mat er i al s,  
and admi xt ur es shal l  not  exceed 0. 06 per cent  by wei ght  of  cement .

2. 8. 6   Chl or i de I on Penet r at i on

To ensur e t he dur abi l i t y  of  concr et e i n mar i ne envi r onment ,  concr et e shal l  
be pr opor t i oned t o have t he chl or i de i on penet r at i on t est  i n accor dance 
with ASTM C1202,  and be bel ow 3, 000 coul ombs f or  concr et e speci mens t est ed 
at  60 days.   [ Al t er nat i vel y,  a pondi ng t est  i n accor dance wi t h AASHTO T 259 
may be per f or med t o val i dat e chl or i de i on penet r at i on i n accor dance wi t h 
ASTM C1202.]

2. 8. 7   [ Dest r uct i ve Pi l e Test i ng]

At  t he begi nni ng of  pr oduct i on,  pr oduce t hr ee addi t i onal  pi l es wi t h t he 
same l engt h as pr oduct i on pi l es whi ch shal l  be r andoml y sel ect ed by t he 
Cont r act i ng Of f i cer  f or  t est i ng by t aki ng cor e sampl es.   Take t hr ee cor e 
sampl es each l ocat i on at  2. 4m 8 f eet  f r om head and t oe and at  mi d l engt h of  
t he pi l e or  as di r ect ed by t he Cont r act i ng Of f i cer  f or  a t ot al  of  9 cor e 
sampl es per  pi l e.   Vi sual l y i nspect  each sampl e f or  evi dence of  segr egat i on 
and di st r i but i on of  r ei nf or cement s.   Test  al l  cor e sampl es f or  compr essi ve 
st r engt h accor di ng t o ASTM C42/ C42M.   The aver age compr essi ve st r engt h of  
any t hr ee consecut i vel y t est ed sampl es shal l  not  be l ess t han 85 per cent  of  
speci f i ed 28 day compr essi ve st r engt h of  concr et e.   I f  any of  t he above 
r equi r ement s f or  segr egat i on,  di st r i but i on of  r ei nf or cement  and st r engt h 
ar e not  met ,  al l  pr oduct i on pi l es pr oduced unt i l  t he dat e of  t est i ng shal l  
be subj ect  t o r ej ect i on.

I n addi t i on t o t he above,  saw cut  each pi l e i nt o t hr ee equal  l engt h 
sect i ons.   Each sect i on shal l  be i nspect ed f or  speci f i ed di mensi on,  st r and 
pl acement  and cl ear  cover  t ol er ances.

 PART 3   EXECUTI ON

**************************************************************************
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NOTE:   I n some cases,  cyl i nder  pi l es may be advanced 
usi ng usi ng a col l apsi bl e auger  i nsi de t he pi l e and 
washi ng t he pi l e sect i on down.   I n ot her  cases,  
l ar ge di amet er  pi l es have been assembl ed by st acki ng 
pr ecast  r i ngs and post  t ensi oni ng t hem t oget her .

**************************************************************************

3. 1   PI LE DRI VI NG EQUI PMENT

3. 1. 1   Pi l e Hammer s

Fur ni sh a hammer  capabl e of  devel opi ng t he i ndi cat ed ul t i mat e pi l e capaci t y 
consi der i ng hammer  i mpact  vel oci t y;  r am wei ght ;  st i f f ness of  hammer  and 
pi l e cushi ons;  cr oss sect i on,  l engt h,  and t ot al  wei ght  of  pi l e;  and 
char act er  of  subsur f ace mat er i al  t o be encount er ed.   [ Use t he same pi l e 
hammer ,  oper at i ng at  t he same r at e and i n t he same manner ,  as t hat  used f or  
dr i v i ng t est  pi l es. ]   Obt ai n r equi r ed dr i v i ng ener gy of  hammer ,  except  f or  
di esel  hammer s,  by use of  a heavy r am and a shor t  st r oke wi t h l ow i mpact  
vel oci t y.   At  f i nal  dr i v i ng,  oper at e pi l e hammer  i n accor dance wi t h 
manuf act ur er ' s r ecommendat i on f or  dr i v i ng ei t her  end bear i ng pi l es or  
f r i c t i on pi l es.   At  f i nal  dr i v i ng,  oper at e di esel  power ed hammer s at  r at e 
r ecommended by manuf act ur er  f or  har d dr i v i ng.   Mai nt ai n pr essur e at  st eam 
or  ai r  hammer  so t hat :  ( 1)  f or  doubl e- act i ng hammer ,  t he number  of  bl ows 
per  mi nut e dur i ng and at  compl et i on of  dr i v i ng of  a pi l e i s  equal  
appr oxi mat el y t o t hat  at  whi ch hammer  i s r at ed;  ( 2)  f or  s i ngl e- act i ng 
hammer ,  t her e i s  a f ul l  upwar d st r oke of  t he r am;  and ( 3)  f or  di f f er ent i al  
t ype hammer ,  t her e i s a s l i ght  r i se of  hammer  base dur i ng each upwar d 
stroke.

3. 1. 2   Dr i v i ng Hel met s and Cushi on Bl ocks

3. 1. 2. 1   Dr i v i ng Hel met s or  Caps and Pi l e Cushi ons

Use a st eel  dr i v i ng hel met  or  cap i ncl udi ng a pi l e cushi on bet ween t op of  
pi l e and dr i v i ng hel met  or  cap t o pr event  i mpact  damage t o pi l e.   Use a 
dr i v i ng hel met  or  cap and pi l e cushi on combi nat i on capabl e of  pr ot ect i ng 
pi l e head,  mi ni mi zi ng ener gy absor pt i on and di ssi pat i on,  and t r ansmi t t i ng 
hammer  ener gy uni f or ml y over  t op of  pi l e.   Pr ovi de dr i v i ng hel met  or  cap 
t hat  f i t s  suf f i c i ent l y l oose ar ound t op of  pi l e so t hat  pi l e may be f r ee t o 
r ot at e wi t hout  bi ndi ng wi t hi n dr i v i ng hel met .   [ Dur i ng t est  pi l e 
i nst al l at i on,  demonst r at e t o sat i sf act i on of  Cont r act i ng Of f i cer  t hat  
equi pment  t o be used on pr oj ect  per f or ms speci f i ed f unct i on. ]   Use pi l e 
cushi on of  l ami nat ed,  r i ng- shaped const r uct i on usi ng 25 mm 1 i nch har dwood 
boar ds or  19 mm 3/ 4 i nch pl ywood.   Pr ovi de pi l e cushi on wi t h t hi ckness of  
[ _____]  [ 152]  mm [ 6]  i nches mi ni mum,  cut  t o f i t  t he head of  t he pi l e.   
Thi ckness shal l  be i ncr eased so as t o be sui t abl e f or  t he s i ze and l engt h 
of  pi l e,  char act er  of  t he sub- sur f ace mat er i al  t o be encount er ed,  hammer  
char act er i st i cs,  and t he r equi r ed dr i v i ng r esi st ance.   Repl ace pi l e cushi on 
at  t he st ar t  of  dr i v i ng of  each pi l e and when i t  becomes hi ghl y compr essed,  
char r ed or  bur ned,  or  has become spongy or  det er i or at ed i n any manner .   
Show det ai l s  of  dr i v i ng hel met s,  capbl ocks,  and pi l e cushi ons.   Submi t  2 
weeks pr i or  t o [ t est ]  pi l e i nst al l at i on.

3. 1. 2. 2   Hammer  Cushi on or  Capbl ock

**************************************************************************
NOTE:   Sel ect  al umi num/ mi car t a/ pol ymer  capbl ock.   
Del et e i nappr opr i at e sent ences.   An al umi num/ mi car t a 
capbl ock i s r ecommended because of  i t s  consi st ent  
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el ast i c pr oper t i es and l ong l i f e.   I f  f i nal  pi l e 
penet r at i on r esi st ance i s based on a Wave Equat i on 
anal ysi s,  t he t ype capbl ock used shoul d be t he same 
as t hat  used i n t he anal ysi s.

**************************************************************************

Use a hammer  cushi on or  capbl ock bet ween dr i v i ng hel met  or  cap and hammer  
r am consi st i ng of  al umi num and mi car t a ( or  equal )  di scs st acked al t er nat el y 
i n a st eel  housi ng or  a sui t abl e pol ymer  desi gned f or  t hi s speci f i c  pur pose 
as i ndi cat ed by t he hammer  manuf act ur er .   Use st eel  pl at es at  t op and 
bot t om of  capbl ock.     [ Repl ace al umi num,  mi car t a or  pol ymer  di scs t hat  
have become damaged,  spl i t  or  det er i or at ed i n any manner ] .   [ Do not  r epl ace 
capbl ock dur i ng f i nal  dr i v i ng of  any pi l e. ]   Do not  use smal l  wood bl ocks,  
wood chi ps,  r ope or  ot her  mat er i al s t hat  per mi t  excessi ve l oss of  hammer  
energy.

3. 2   PRELI MI NARY WORK

3. 2. 1   Wave Equat i on Anal ysi s of  Pi l e Dr i vabi l i t y

a.   Pr i or  t o dr i v i ng any pi l e,  t he Cont r act or  shal l  submi t  a pi l e Wave 
Equat i on Anal ysi s,  per f or med by hi s Geot echni cal  Consul t ant ,  f or  each 
si ze pi l e,  pi l e hammer  and di st i nct  subsur f ace pr of i l e condi t i on.   
These anal yses shal l  t ake i nt o account  t he pr oposed hammer  assembl y,  
pi l e cap bl ock and cushi on char act er i st i cs,  t he pi l e pr oper t i es and 
est i mat ed l engt hs and t he soi l  pr oper t i es ant i c i pat ed t o be encount er ed 
t hr oughout  t he i nst al l ed pi l e l engt h based on st at i c capaci t y anal ysi s 
wi t h consi der at i on of  dr i v i ng gai n/ l oss f act or s.   Onl y one speci f i c  
model  of  pi l e hammer  may be used f or  each pi l e t ype and capaci t y.

b.   The Wave Equat i on Anal ysi s shal l  demonst r at e t hat  t he pi l es wi l l  not  be 
damaged dur i ng dr i v i ng,  shal l  i ndi cat e t hat  t he dr i v i ng st r esses wi l l  
be mai nt ai ned wi t hi n t he l i mi t s bel ow and i ndi cat e t he bl ow count  
necessar y t o achi eve t he r equi r ed ul t i mat e st at i c pi l e capaci t i es.

Al l owabl e Dr i v i ng St r esses -  Concr et e

Concrete 0. 85f ' c -  UPL

Tension ( 3 t i mes ( t he squar e r oot  of  f ' c) )  pl us UPL

                                     
where:
                f ' c  i s  compr essi ve st r engt h of  concr et e
                UPL = Uni t  Pr est r ess af t er  Losses  
                ( Obt ai n val ues f r om pi l e manuf act ur er )

c.   Upon compl et i on of  t he dynami c and st at i c t est i ng pr ogr ams out l i ned i n 
t hi s speci f i cat i on sect i on,  a r ef i ned Wave Equat i on Anal ysi s shal l  be 
per f or med t aki ng i nt o consi der at i on t he eval uat ed capaci t i es,  gai n/ l oss 
f act or s and r ecommended pr oduct i on pi l e l engt hs.   Pr oduct i on pi l e 
dr i v i ng cr i t er i a shal l  be devel oped based on t he r esul t s of  t he r ef i ned 
Wave Equat i on Eval uat i ons.

d.   Al l  pi l e dr i v i ng equi pment  f ur ni shed by t he Cont r act or  shal l  be subj ect  
t o t he appr oval  of  t he [ Cont r act or ' s Geot echni cal  Consul t ant ]  
[ Cont r act i ng Of f i cer ] .   Compl et e t he at t ached pi l e and dr i v i ng 
equi pment  dat a f or m,  i ncl udi ng hammer  i nf or mat i on,  as par t  of  t he 
submi t t al  of  t he r esul t s of  t he Wave Equat i on Anal yses.

e.   The cost  of  per f or mi ng t he Wave Equat i on Anal yses shal l  be pai d f or  by 
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t he Cont r act or  and i ncl uded i n t he base bi d.

3. 2. 2   Or der  Li st

The Cont r act or  shal l  submi t  t o t he Cont r act i ng Of f i cer  f or  appr oval  an 
i t emi zed l i s t  f or  pi l es pr i or  t o pl aci ng t he or der  wi t h t he suppl i er .   The 
l i s t  shal l  i ndi cat e t he pi l e l engt hs r equi r ed at  each l ocat i on as shown on 
t he pl ans and t he cor r espondi ng or der ed l engt h of  each pi l e.   The or der ed 
l engt h of  each pi l e may,  at  t he opt i on of  t he Cont r act or ,  var y f r om t he 
pi l e l engt h as shown t o t he pl ans at  each l ocat i on by pl us 1219 mm pl us 4 
f eet .   The Cont r act or  shal l  r evi ew t he or der  l i s t  per i odi cal l y  dur i ng t he 
dr i v i ng of  pr oduct i on pi l es,  and adj ust  i t  as necessar y t o r educe t he 
number  of  cut - of f s,  and t he amount  of  bui l d- ups,  subj ect  t o t he appr oval ,  
and/ or  upon t he di r ect i on of  t he Cont r act i ng Of f i cer .   Load t est i ng and 
r ef i ned wave equat i on  anal ysi s shal l  be compl et ed pr i or  t o submi ssi on of  
an or der  l i s t .

3. 2. 3   Pi l e Lengt h Mar ki ngs

The Cont r act or  shal l  mar k each pi l e pr i or  t o dr i v i ng wi t h hor i zont al  l i nes 
at  305 mm one f oot  i nt er val s,  and t he number  of  f eet  f r om pi l e t i p at  1. 52 m
 5 f oot  i nt er val s.

3. 3   FI ELD QUALI TY CONTROL

3. 3. 1   Test  Pi l es

**************************************************************************
NOTE:  Sel ect  t he second br acket ed opt i on when soi l
condi t i ons di ct at e t he use of  a t est  pi l e l onger  
t han j ob pi l es.  The or der ed pi l e l engt h f or  t est  
pi l es shoul d be 1. 5 m 5 f eet  l onger  t han or der ed 
l engt h f or  j ob pi l es t o al l ow addi t i onal  penet r at i on 
i f  dr i v i ng condi t i ons di ct at e.  I ndi cat e l ocat i on and
number  ( i f  r equi r ed)  of  t est  pi l es on pl ans,  or  l i s t  
appr opr i at e soi l  bor i ng t est  hol e number s.

**************************************************************************

[ Use and dr i ve t est  pi l es of  t ype as speci f i ed f or  pi l i ng el sewher e i n t hi s 
sect i on.   ] [ Or der  t est  pi l es [ _____]  met er s f eet  l onger  i n l engt h t han 
pr oduct i on pi l es.   The addi t i onal  t est  pi l e l engt h shal l  be dr i ven onl y at  
t he di r ect i on of  t he Cont r act i ng Of f i cer .   ] The Cont r act or ' s geot echni cal  
consul t ant  shal l  use Cont r act or  t est  pi l e dat a t o det er mi ne t he 
" cal cul at ed"  pi l e t i p el evat i on or  necessar y dr i v i ng r esi st ance.   Dr i ve 
t est  pi l es [ at  t he l ocat i ons i ndi cat ed]  [ i n v i c i ni t y of  soi l  bor i ng t est  
hol es Nos.  [ _____, ]  [ _____, ]  and [ _____] ] .   Dr i ve t est  pi l es t o [ i ndi cat ed 
t i p el evat i on]  [ i ndi cat ed bi ddi ng l engt hs] .   Use t est  pi l es,  i f  l ocat ed 
pr oper l y and of f er i ng adequat e dr i v i ng r esi st ance i n f i ni shed wor k.   
[ Pr e- dr i l l i ng or  j et t i ng i s per mi t t ed onl y when appr oved by t he Cont r act i ng 
Of f i cer .   ] [ A pi l e dynami c anal yzer  shal l  be pr ovi ded and oper at ed as 
speci f i ed i n par agr aph DYNAMI C PI LE ANALYSI S dur i ng t he dr i v i ng of  each 
t est  pi l e.   Modi f y dr i v i ng as r equi r ed based upon r ecommendat i on of  
Cont r act or ' s Geot echni cal  Consul t ant  and appr oval  of  t he Cont r act i ng 
Officer.

] [ 3. 3. 2   Dynami c Pi l e Anal ysi s

The pur pose of  dynami c t est i ng i s  t o pr ovi de suppl ement al  i nf or mat i on f or  
eval uat i ng pi l e hammer  per f or mance,  dr i v i ng st r esses,  and bear i ng 
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capaci t i es.   Dynami c t est i ng shal l  be conduct ed dur i ng t he ent i r e t i me 
pi l es ar e i ni t i al l y  dr i ven or  r edr i ven and dur i ng pi l e r est r i ke t est i ng.   
Use t est  pi l es of  t ype( s)  as speci f i ed f or  use i n t hi s cont r act .   Equi pment  
t o obt ai n dynami c measur ement s,  r ecor d,  r educe and di spl ay i t s  dat a shal l  
be f ur ni shed and meet  t he r equi r ement  of  ASTM D4945.   The equi pment  shal l  
have been cal i br at ed wi t hi n 12 mont hs of  t he dat e of  use t hr oughout  t he 
cont r act  dur at i on.   Dr i ve t est  pi l es at  t he l ocat i ons i ndi cat ed.   The 
cont r act or  shal l  empl oy a l i censed geot echni cal  engi neer ,  her ei naf t er  
r ef er r ed t o as t he " Cont r act or ' s Geot echni cal  Consul t ant " ,  exper i enced i n 
t he pi l e dr i v i ng pr ocess,  moni t or i ng of  t est  pi l e i nst al l at i on,  and i n t he 
use of  t he Pi l e Dr i v i ng Anal yzer  and i t s r el at ed equi pment .   Dynami c pi l e 
anal ysi s shal l  be per f or med as f ol l ows:

a.   Each dynami c pi l e anal ysi s shal l  be per f or med i n t wo st eps.   The f i r st  
st ep i s t o check t he hammer ,  pi l e and soi l  per f or mance,  and t o 
det er mi ne t he sui t abi l i t y  of  t he pr oposed hammer  f or  t he s i ze,  l engt h 
and t ype of  pi l e bei ng dr i ven f or  t he soi l  t ypes encount er ed as t he 
pi l es ar e dr i ven.   Thi s i ni t i al  moni t or i ng shal l  det er mi ne whet her  
pr e- auger i ng or  j et t i ng i s appr opr i at e,  ef f i c i ency of  t he hammer  
r el at i ve t o speci f i ed ef f i c i ency,  ef f ect i veness of  cushi on,  l evel  of  
compr essi ve and t ensi l e st r ess i n pi l e and ext ent / l ocat i on of  any pi l e 
damage caused by t he i ni t i al  dr i v i ng.   Wi t h ever y f i f t h bl ow of  t he 
pi l e t he i nf or mat i on l i s t ed bel ow shal l  be el ect r oni cal l y  r ecor ded and 
anal yzed by t he Pi l e Dr i v i ng Anal yzer .

( 1)  Bl ow number

( 2)  Bl ow r at e per  mi nut e and/ or  st r oke.

( 3)  I nput  and r ef l ect ed val ues of  f or ce and vel oci t y.

( 4  Val ue of  upwar d and downwar d t r avel i ng f or ce wave wi t h t i me.

( 5)  Maxi mum and f i nal  t r ansf er r ed ener gy t o pi l e,  hammer  syst em 
efficiency.

( 6)  Maxi mum compr essi ve st r ess,  vel oci t y,  accel er at i on and 
displacement.

( 7)  Maxi mum t ensi l e st r ess i n pi l e.

( 8  Pi l e st r uct ur al  i nt egr i t y,  damage det ect i on,  ext ent  and l ocat i on.

( 9)  Bear i ng capaci t y of  pi l e by Case met hod.

    I f  t he pi l e,  hammer  and soi l  per f or mance eval uat i on r ecommends changes 
t o t he hammer  st r oke,  pi l e cushi oni ng,  auger i ng or  any ot her  aspect  f or  
t he pi l e dr i v i ng oper at i on t hese changes shal l  be i ncor por at ed i nt o 
pr oduct i on pi l e dr i v i ng i n an ef f or t  t o cont r ol  excessi ve st r esses and 
pi l e damage.   Test  pi l es damaged or  br oken dur i ng i nst al l at i on shal l  be 
r epl aced,  i ncor por at i ng dr i v i ng modi f i cat i ons as det er mi ned by t he 
Cont r act or ' s Geot echni cal  Consul t ant  and r evi ewed and appr oved by t he 
Cont r act i ng Of f i cer .   Thi s pr ocedur e shal l  be r epeat ed unt i l  al l owabl e 
t ensi l e and compr essi ve st r esses ar e achi eved i n t he pi l e and/ or  pi l e 
damage i s mi ni mi zed.   [ Sel ect ed i ni t i al  dr i v i ng r ecor ds shal l  be 
subj ect ed t o r i gor ous comput er  anal ysi s by t he Case Pi l e Wave Anal ysi s 
Pr ogr am ( CAPWAP)  f or  det er mi nat i on of  r esi st ance di st r i but i on,  soi l  
r esi st ance and pr oper t i es,  and est i mat i on of  ant i c i pat ed gai n/ l oss 
factors.]
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b.   Upon compl et i on of  t est  pi l e dr i v i ng t he pi l es shal l  be al l owed t o 
set - up f or  at  l east  72 hour s.   Af t er  eval uat i on of  pi l e,  hammer  and 
soi l  per f or mance by t he Cont r act or ' s Geot echni cal  Consul t ant ,  t he 
second st ep of  t he dynami c pi l e anal ysi s may pr oceed.   Thi s por t i on of  
t he eval uat i on r equi r es r est r i k i ng t he t est  pi l es a mi ni mum of  20- 50 
t i mes or  as di r ect ed by t he Cont r act or ' s Geot echni cal  Consul t ant  usi ng 
t he same hammer  whi ch was used f or  t he t est  pi l e dr i v i ng and whi ch 
shal l  be used f or  pr oduct i on pi l e dr i v i ng.   The Cont r act or  shal l  war m 
t he hammer  pr i or  t o r est r i k i ng t he t est  pi l es by st r i k i ng t he gr ound or  
ot her  obj ect  a mi ni mum of  30 bl ows.   I n addi t i on t o t hose i t ems l i s t ed 
above,  sel ect ed r est r i ke dr i v i ng r ecor ds ( as di r ect ed by t he 
Cont r act or ' s Geot echni cal  Consul t ant )  ar e t o be subj ect ed t o r i gor ous 
comput er  anal ysi s by t he Case Pi l e Wave Anal ysi s Pr ogr am ( CAPWAP)  f or  
det er mi nat i on of  r esi st ance di st r i but i on,  soi l  r es i st ance and 
pr oper t i es,  and pl ot  of  appl i ed l oad vs.  aver age pi l e di spl acement  
based on t he cal cul at ed soi l  pr oper t i es.   At  a mi ni mum,  t he t est  pi l e 
i ndi cat ed wi t h t he l east  r esi st ance shal l  be subj ect ed t o CAPWAP 
analysis.

c.   Per f or mance Repor t :

( 1)  Upon sat i sf act or y compl et i on of  each dynami c l oad t est  a mi ni mum 
of  t hr ee copi es of  a Pi l e Per f or mance Repor t  shal l  be submi t t ed 
f or  t he Cont r act or  by t he Cont r act or ' s Geot echni cal  Consul t ant .   
The submi t t al  shal l  be pr epar ed wi t hi n t hr ee wor ki ng days of  t he 
compl et i on of  t he dynami c l oad t est  and seal ed by a Pr of essi onal  
Engi neer  r egi st er ed i n t he St at e of  [ _____]  exper i enced i n t he 
pr oj ect  r egi on.

( 2)  The r epor t  f or  t he Dynami c Pi l e Anal ysi s shal l  cont ai n t he 
f ol l owi ng i nf or mat i on:

( a)   Bear i ng capaci t y of  pi l e f r om Case Pi l e Wave Anal ysi s Pr ogr am 
( CAPWAP) .   I nf or mat i on r esul t i ng f r om anal ysi s of  a sel ect ed 
r est r i ke bl ow.

( b)   Maxi mum and f i nal  t r ansf er r ed ener gy,  hammer  syst em 
ef f i c i ency dur i ng pi l e i nst al l at i on.

( c)   Maxi mum compr essi ve st r ess,  vel oci t y,  accel er at i on and 
displacement.

( d)   Maxi mum t ensi l e st r ess i n pi l e.

( e)   Pi l e st r uct ur al  i nt egr i t y,  damage det ect i on,  ext ent  and 
location.

( f )   Bl ows per  mi nut e and bl ow number .

( g)   I nput  and r ef l ect i on val ues of  f or ce and vel oci t y,  upwar d and 
downwar d t r avel i ng f or ce wave wi t h t i me.

( h)   Pi l e ski n f r i c t i on and t oe r esi st ance di st r i but i on.

( i )   Maxi mum ener gy t r ansf er r ed t o pi l e.

( 3)  The maxi mum al l owabl e pi l e desi gn l oad shal l  be pr oposed by t he 
Cont r act or ' s Geot echni cal  Consul t ant  based upon t he r esul t s of  a 
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sat i sf act or y dynami c anal ysi s conduct ed on t he t est  pi l es dr i ven 
as speci f i ed her ei n and shal l  i nc l ude t he ef f ect s of  l oad t r ansf er  
t o t he soi l  above t he f oundat i on st r at um.

d.   The equi pment  t o be used f or  dynami c t est i ng of  t he pi l e hammer  and 
soi l  per f or mance and f or  dynami c l oad t est i ng of  t he t est  pi l e shal l  be 
ei t her  a model  GCPC or  a PAK Pi l e Dr i v i ng Anal yzer  as manuf act ur ed by 
Pi l e Dynami cs,  I nc. ,  of  Cl evel and Ohi o or  appr oved equi val ent .

e.   Al l  ser vi ces of  t he Cont r act or ' s Geot echni cal  Consul t ant  shal l  be pai d 
f or  by t he Cont r act or .   The Cont r act or ' s Geot echni cal  Consul t ant  shal l  
be avai l abl e t hr oughout  t he pi l e dr i v i ng oper at i on t o consul t  wi t h t he 
Cont r act i ng Of f i cer  when r equi r ed by t he Cont r act i ng Of f i cer .   The cost  
of  changes i n t he Cont r act or ' s pr ocedur e,  as r equi r ed by eval uat i on of  
t he r esul t s of  t he Pi l e Dr i v i ng Anal ysi s,  shal l  be at  t he Cont r act or ' s 
expense.

] 3. 3. 3   St at i c Load Test s

**************************************************************************
NOTE:  I f  pi l e l oad t est s ar e r equi r ed and appr oved 
by t he Cont r act i ng Of f i cer ,  speci f y number  and 
l ocat i on of  pi l es.  Sel ect  met hod of  l oad t est .   I n 
ASTM D1143,  per mi t  anchor  pi l es onl y i f  appr oved by 
t he Cont r act i ng Of f i cer ' s Techni cal  Repr esent at i ve 
( Geot echni cal  Br anch) .   I nser t  f i gur e ( t ons)  
cor r espondi ng t o 200 per cent  of  t he desi gn l oad.   
Sel ect  appr opr i at e accept ance cr i t er i a.   The of f set  
met hod ( f i r st  opt i on)  i s  usual l y r ecommended.

**************************************************************************

Per f or m compr essi ve st at i c l oad t est s on [ _____]  t est  pi l es i n accor dance 
with ASTM D1143/ D1143M [ Pr ocedur e A ( Qui ck Load Test ) ]  [ Pr ocedur e B 
( Mai nt ai ned Test ) ]  [ and]  [ Pr ocedur e C ( Loadi ng i n Excess of  Mai nt ai ned 
Test ) ]   [ as modi f i ed her ei n] .   Al l ow a mi ni mum of  72 hour s f ol l owi ng f i nal  
t est  pi l e dr i v i ng f or  pi l e set - up pr i or  t o l oad t est i ng.  [ Do not  use anchor  
pi l es. ]   I ncr ease l oad i n i ncr ement s unt i l  r api d pr ogr essi ve set t l ement  
t akes pl ace or  unt i l  appl i cat i on of  t ot al  compr essi ve l oad of  [ _____] met r i c 
t ons(  t ons)  f or  compr essi ve l oad t est s .    Consi der  l oad t est  sat i s f act or y 
when [ af t er  one hour  at  f ul l  t est  l oad gr oss set t l ement  of  pi l e but t  i s  not  
gr eat er  t han gr oss el ast i c pi l e compr essi on pl us 4 mm 0. 15 i nch pl us one 
per cent  of  pi l e t i p di amet er  or  wi dt h i n [ _____]  mm i nches, ]  [ s l ope of  
gr oss l oad- set t l ement  cur ve under  f ul l  t est  l oad does not  exceed 1. 5 mm per  
met r i c t on 0. 05 i nches per  t on, ]  [ net  set t l ement  af t er  r emoval  of  t est  l oad 
does not  exceed 19 mm 3/ 4 i nch. ]   Per f or m l oad t est s at  l ocat i ons as 
pr oposed by t he Cont r act or ' s Geot echni cal  Consul t ant  and as di r ect ed by t he 
Cont r act i ng Of f i cer .   Addi t i onal  l oad t est s,  at  Gover nment  expense,  may be 
r equi r ed by t he Cont r act i ng Of f i cer .   Loadi ng,  t est i ng,  and r ecor di ng and 
anal ysi s of  dat a must  be under  t he di r ect  super vi s i on of  a Regi st er ed 
Pr of essi onal  Engi neer ,  r egi st er ed i n t he st at e of  pr oj ect  l ocat i on,  and 
pr ovi ded and pai d f or  by t he Cont r act or .

3. 3. 3. 1   Saf e Desi gn Capaci t y

The saf e desi gn capaci t y of  a t est  pi l e as det er mi ned f r om t he r esul t s of  
l oad t est s shal l  be t he l esser  of  t he t wo val ues comput ed accor di ng t o t he 
following:

a.   One- hal f  of  t hat  l oad whi ch causes a net  set t l ement  af t er  r ebound of  
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not  mor e t han 0. 28 mm per  met r i c t on 0. 01 i nch per  t on of  t ot al  t est  
load.

b.   One- hal f  of  t he l oad t hat  causes a gr oss set t l ement  of  not  mor e t han 25 
mm 1 i nch,  pr ovi ded t he l oad set t l ement  cur ve shows no s i gn of  f ai l ur e.

[ 3. 3. 4   Tensi l e Load Test

Per f or m t ensi l e l oad t est s on [ _____]  t est  pi l es i n accor dance wi t h 
ASTM D3689,  as modi f i ed [ and]  i n par agr aph STATI C LOAD TESTS.   A t ensi l e 
l oad of  [ _____] kN(  t ons)  shal l  be appl i ed t o each t ensi l e l oad t est  pi l e.   
I n per f or mi ng t he t ensi on l oad t est ,  t he ul t i mat e l oad t o be appl i ed shal l  
be one and one- hal f  t i mes t he saf e t ensi on capaci t y,  and t he St andar d 
Loadi ng Pr ocedur e shal l  be empl oyed.

][ 3. 3. 5   Lat er al  Load Test

Per f or m l at er al  l oad t est s on [ _____]  pi l es i n accor dance wi t h 
ASTM D3966/ D3966M,  as modi f i ed [ and]  i n par agr aph STATI C LOAD TESTS.   
Lat er al  l oad t est s shal l  consi st  of  j acki ng t wo pi l es apar t  wi t h a 
hydr aul i c j ack,  wi t h one pi l e ser vi ng as t he r eact i on pi l e f or  t he ot her .   
A l at er al  l oad of  [ _____]  kN t ons shal l  be appl i ed t o each pai r  of  l at er al  
l oad t est  pi l es.   Requi r ed movement  r eadi ngs shal l  be made and r ecor ded f or  
each pi l e.

] 3. 3. 6   Pi l e Recor ds

**************************************************************************
NOTE:  Omi t  r ef er ence t o l oad t est  when not  r equi r ed 
i n pr oj ect .  Omi t  r ef er ence t o t est  pi l es and 
" cal cul at ed t i p el evat i on"  when t est  pi l es ar e not  
dr i ven.  Wher e speci al  or  unusual  soi l  condi t i ons ar e 
expect ed,  consul t at i on wi t h t he Cont r act i ng 
Of f i cer ' s t echni cal  r epr esent at i ve ( Geot echni cal  
Br anch)  r egar di ng speci al  engi neer i ng super vi s i on of  
dr i v i ng,  t est i ng,  r ecor di ng and anal ysi s of  dat a f or  
pr oj ect  may be usef ul .

**************************************************************************

**************************************************************************
NOTE:  The Speci f i er  shal l  at t ach t he speci f i cat i ons 
pi l e dr i v i ng l og gr aphi c ( f or  al l  pi l e dr i v i ng 
pr oj ect s)  and t he pi l e dr i v i ng equi pment  dat a f or m 
( f or  pr oj ect s usi ng PDA)  t o t he end of  t hi s 
speci f i cat i on sect i on.

**************************************************************************

Keep a compl et e and accur at e r ecor d of  each pi l e dr i ven.   I ndi cat e t he pi l e 
l ocat i on,  devi at i ons f r om pi l e l ocat i on,  cr oss sect i on shape and 
di mensi ons,  or i gi nal  l engt h,  gr ound el evat i on,  t i p el evat i on,  cut - of f  
el evat i ons,  [ bat t er  al i gnment , ]  number  of  bl ows r equi r ed f or  each 300 mm 
f oot  of  penet r at i on and number  of  bl ows f or  t he l ast  150 mm 6 i nches 
penet r at i on or  f r act i on t her eof  [ as r equi r ed]  f or  t he " cal cul at ed"  [ dr i v i ng 
r esi st ance] .   I ncl ude i n t he r ecor d t he begi nni ng and endi ng t i mes of  each 
oper at i on dur i ng dr i v i ng of  pi l e,  t ype and si ze of  hammer  used,  r at e of  
oper at i on,  st r oke or  equi val ent  st r oke f or  di esel  hammer ,  t ype of  dr i v i ng 
hel met ,  and t ype and di mensi on of  hammer  cushi on ( capbl ock)  and pi l e 
cushi on used.   Recor d r et ap dat a and unusual  occur r ences dur i ng pi l e 
dr i v i ng such as r edr i v i ng,  heavi ng,  weavi ng,  obst r uct i ons,  [ j et t i ng, ]  and 
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any dr i v i ng i nt er r upt i ons.   A pr epr i nt ed pi l e dr i v i ng l og f or  r ecor di ng 
pi l e dr i v i ng dat a[  and pi l e dr i v i ng equi pment  dat a f or m] ,  whi ch can be 
downl oaded at :  
http://www.wbdg.org/ffc/dod/unified-facilities-guide-specifications-ufgs/forms-graphics-tables

3. 4   PI LE DRI VI NG

3. 4. 1   Dr i v i ng Pi l es

**************************************************************************
NOTE:   Del et e br acket ed opt i on f or  f oundat i on 
excavat i on when not  r equi r ed.   Del et e i t ems i n 
br acket s deal i ng wi t h t i p el evat i on and dr i v i ng 
r esi st ance when t est  pi l es or  l oad t est s ar e not  
used.   Del et e i t em i n br acket s r egar di ng pr edr i l l i ng 
or  j et t i ng when pr ocedur e i s not  used.   I f  needed,  
i nser t  maxi mum hammer  ener gy f or  no t i p r esi st ance.   
Thi s can be det er mi ned by compar i ng t ensi l e st r esses 
i n pi l e r esul t i ng f r om a Wave Equat i on Anal ysi s wi t h 
ef f ect i ve pr est r ess i n pi l e.

**************************************************************************

Not i f y Cont r act i ng Of f i cer  10 days pr i or  t o dr i v i ng of [  t est ]  pi l es[  and 
l oad t est ] .   The Cont r act or ' s geot echni cal  consul t ant  shal l  be pr esent  
dur i ng[ [  t he f i r st  2 days] [ _____] ]  pi l e dr i v i ng oper at i ons.   [ Foundat i on 
excavat i on shal l  be st opped at  300 mm 1 f oot  above f oundat i on gr ade bef or e 
pi l es ar e dr i ven.   When pi l e dr i v i ng i s compl et ed,  excavat i on shal l  be 
compl et ed t o l i nes and gr ade shown. ]   Pi l es may be dr i ven when t he 
speci f i ed 28- day concr et e st r engt h has been achi eved but  not  l ess t han 7 
days af t er  cast i ng.   Dr i ve pi l es t o [ or  bel ow t he " cal cul at ed" ]  [ i ndi cat ed]  
[ mi ni mum]  t i p el evat i on[  t o r each]  [ unt i l  r eachi ng]  a dr i v i ng r esi st ance 
est abl i shed by t he wave equat i on anal yses ( WEAP)  i n accor dance wi t h t he 
schedul e whi ch t he Cont r act or ' s geot echni cal  consul t ant  shal l  pr epar e f r om 
t he t est - pi l e dr i v i ng dat a.   Dur i ng i ni t i al  dr i v i ng and unt i l  pi l e t i p has 
penet r at ed beyond l ayer s of  ver y sof t  soi l  [ or  bel ow bot t om of  pr edr i l l ed 
or  pr ej et t ed hol es] ,  use a r educed dr i v i ng ener gy of  t he hammer  as r equi r ed 
t o pr event  pi l e damage.   Ref usal  cr i t er i a shal l  be appr oved by t he 
Cont r act i ng Of f i cer .   I f  a pi l e f ai l s  t o r each [ " cal cul at ed" ] [ i ndi cat ed]  
t i p el evat i on,  [ or  i f  a pi l e r eaches[  " cal cul at ed" ]  t i p el evat i on wi t hout  
r eachi ng r equi r ed dr i v i ng r esi st ance, ]  not i f y  Cont r act i ng Of f i cer  and 
per f or m cor r ect i ve measur es as di r ect ed.  Pr ovi de hear i ng pr ot ect i on when 
noi se l evel s exceed 140 dB.   Pi l es or  pi l e sect i ons shal l  not  be handl ed or  
moved i n any manner  t hat  woul d r esul t  i n cr acki ng or  per manent  damage t o 
t he concr et e or  t o t he gr out  sur r oundi ng t he pr est r essi ng cabl es.   Pi l es 
may be dr i ven wi t hout  pi l e gui des or  l eads pr ovi di ng a hammer  gui de f r ame 
i s used t o keep t he pi l e and hammer  i n al i gnment .

3. 4. 2   Pr ot ect i on of  Pi l es

**************************************************************************
NOTE:   Del et e r ef er ences t o bat t er  pi l es when not  
appl i cabl e t o t he pr oj ect .

**************************************************************************

Take car e t o avoi d damage t o pi l es dur i ng handl i ng,  pl aci ng pi l e i n l eads,  
and dur i ng pi l e dr i v i ng oper at i ons.   Suppor t  pi l es l at er al l y  dur i ng 
dr i v i ng,  but  al l ow r ot at i on i n l eads.   [ Wher e pi l e or  pr oj ect i ng 
r ei nf or cement  or i ent at i on i s essent i al ,   t ake pr ecaut i onar y measur es t o 
mai nt ai n t he or i ent at i on dur i ng dr i v i ng.   ] [ Take speci al  car e i n suppor t i ng 
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bat t er ed pi l es t o pr event  excessi ve bendi ng st r esses i n pi l e. ]   Squar e t op 
of  pi l e t o l ongi t udi nal  axi s of  pi l e.   Mai nt ai n axi al  al i gnment  of  pi l e 
hammer  wi t h t hat  of  t he pi l e.   I f  t he Cont r act or  el ect s t o use a pi l e head 
wi t h pr oj ect i ng st r ands or  mi l d st eel  r ei nf or cement ,  pr event  di r ect  i mpact  
f or ces f r om bei ng t r ansmi t t ed t hr ough t he r ei nf or cement ,  by usi ng a speci al  
dr i v i ng head.

3. 4. 3   Bai l  Out  of  Pi l e I nt er i or

Dur i ng i ni t i al  pi l e pl acement / set t i ng or  dr i v i ng,  soi l  or  wat er  may r i se 
i nsi de t he pi l e t o l evel s above t he or i gi nal  mudl i ne/ wat er  el evat i on 
pot ent i al l y  r esul t i ng i n hi gh i nt er nal  pr essur es bui l di ng up i nsi de t he 
pi l e.   Consequent l y,  t he Cont r act or  shal l  make obser vat i ons af t er  pi l e 
set t i ng and dur i ng pi l e dr i v i ng t o det er mi ne i f  soi l  or  wat er  i s  r i s i ng 
wi t hi n t he pi l e.   The Cont r act or  shal l  bai l  out  soi l  and/ or  wat er  t o t he 
or i gi nal  el evat i on( s)  or  l ower  as necessar y t o r el i eve r esul t ant  i nt er nal  
pr essur es upon appr oval  or  di r ect i on of  t he Cont r act i ng Of f i cer .   Pi l es 
damaged by such pr essur es,  as a r esul t  of  t he Cont r act or ' s f ai l ur e t o 
adequat el y moni t or  and r emove soi l  or  wat er  r i se,  shal l  be r epl aced by t he 
Cont r act or  at  no addi t i onal  cost  t o t he Gover nment . [   Vent  hol es t o r el ease 
i nt er nal  pr essur e shal l  be pr ovi ded as r equi r ed when dr i v i ng cyl i nder  
piles.]

3. 4. 4   I nt er i or  I nspect i on f or  Pi l e Damage

For  al l  t est  pi l es and pr oduct i on pi l es,  when pi l e damage due t o hi gh 
i nt er nal  pr essur es i s suspect ed,  when di r ect ed by t he Cont r act i ng Of f i cer ,  
t he Cont r act or  shal l  bai l  out  soi l  and wat er  f r om i nsi de t he pi l e t o t he 
or i gi nal  mudl i ne or  l ower ,  but  not  c l oser  t han 4. 6 m 15 f eet  f r om t he pi l e 
t i p,  as di r ect ed by t he Cont r act i ng Of f i cer ,  and i nspect  t he i nsi de of  t he 
pi l e f or  damage.   The Cont r act or  shal l  pr ovi de al l  r equi r ed equi pment  t o 
al l ow t he Cont r act i ng Of f i cer  t o assi st  i n t he i nspect i on i ncl udi ng:  
l i ght s,  boat swai n' s chai r ,  l i f t ,  oxygen,  et c.   The Cont r act or  i s  her eby 
r emi nded t hat  he must  compl y wi t h al l  appl i cabl e OSHA,  Feder al ,  and l ocal  
saf et y and envi r onment al  r equi r ement s whi l e per f or mi ng t hi s wor k.

Dur i ng t he i nspect i on,  al l  cr acki ng shal l  be not ed as t o l engt h,  wi dt h and 
dept h,  and r ecor ded.   I f  any of  t he cr ack cr i t er i a ar e not  met ,  t he 
Cont r act or  must  modi f y hi s appr oach and cont i nue t he pr ocess unt i l  an 
accept ed dr i v i ng pr ocedur e and equi pment  ar e est abl i shed.

3. 4. 5   Tol er ances i n Dr i v i ng

**************************************************************************
NOTE:   Omi t  r ef er ences t o bat t er  pi l es when not  
appl i cabl e t o t he pr oj ect .   Sel ect  appr opr i at e 
t ol er ances f or  t ype of  pi l e.

**************************************************************************

Dr i ve pi l es wi t h a var i at i on of  not  mor e t han 2 per cent  f r om ver t i cal  f or  
pl umb pi l es or  mor e t han 4 per cent  f r om r equi r ed angl e f or  bat t er  pi l es.  
Mai nt ai n and check axi al  al i gnment  of  pi l e and l eads at  al l  t i mes.   I f  
subsur f ace condi t i ons cause pi l e dr i f t i ng beyond al l owabl e axi al  al i gnment  
t ol er ance,  not i f y Cont r act i ng Of f i cer  and per f or m cor r ect i ve measur es as 
di r ect ed.   Pl ace but t s wi t hi n 100 mm 4 i nches of  l ocat i on i ndi cat ed.   
[ Mani pul at i on of  pi l es wi t hi n speci f i ed t ol er ances [ wi l l  not  be 
per mi t t ed. ] [ wi l l  be per mi t t ed,  t o a maxi mum of  1 1/ 2- per cent  of  t hei r  
exposed l engt h above gr ound sur f ace or  mudl i ne. ] ]   I n addi t i on t o speci f i ed 
t ol er ances,  mai nt ai n a l ocat i on t o pr ovi de a c l ear  di st ance of  at  l east  125 
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mm 5 i nches f r om but t  t o edge of  pi l e cap.   I f  c l ear  di st ance can not  be 
mai nt ai ned,  t hen not i f y Cont r act i ng Of f i cer .   Check each pi l e f or  heave.   
Redr i ve heaved pi l es t o r equi r ed poi nt  el evat i on.

3. 4. 6   Rej ect ed Pi l es

Pi l es damaged or  i mpai r ed f or  use dur i ng handl i ng or  dr i v i ng,  mi sl ocat ed,  
or  dr i ven out  of  al i gnment  beyond t he maxi mum t ol er ance shal l  be wi t hdr awn 
and r epl aced by new pi l es or  shal l  be cut  of f  and abandoned and new pi l es 
dr i ven as di r ect ed.   Excess cut  of f  f r om pi l es and unaccept abl e pi l es shal l  
be r emoved f r om t he wor k s i t e.   Al l  wor k i n connect i on wi t h wi t hdr awi ng and 
r emovi ng r ej ect ed pi l es f r om t he s i t e shal l  be done at  no addi t i onal  cost  
t o t he Gover nment .

3. 4. 7   Jet t i ng of  Pi l es

**************************************************************************
NOTE:   Jet t i ng shoul d gener al l y  not  be per mi t t ed f or  
piles:

1.   Dependent  on s i de f r i c t i on i n f i ne- gr ai ned l ow 
per meabi l i t y  soi l s  ( hi gh c l ay or  s i l t  cont ent )  wher e 
consi der abl e t i me i s r equi r ed f or  t he soi l  t o 
r econsol i dat e ar ound t he pi l es.

2.   Subj ect  t o upl i f t  or  l at er al  f or ces.

3.   Adj acent  t o exi st i ng st r uct ur es.

4.   I n c l osel y spaced cl ust er s unl ess t he l oad 
capaci t y i s  conf i r med by t est .

**************************************************************************

Wat er  j et s wi l l [  not ]  be per mi t t ed. [   Jet t i ng [ may]  [ shal l ]  be used t o 
assi st  dr i v i ng pi l es t hr ough st r at a t hat  cannot  be penet r at ed pr act i cabl y 
by use of  t he hammer  al one.   [ Dr i v i ng shal l  be r est r i c t ed t o a st at i c 
wei ght  whi l e wat er  i s  bei ng i nj ect ed t o pr event  i nduci ng t ensi l e st r esses 
i n t he pi l es whi ch damage t he concr et e. ]   Af t er  t he penet r at i on of  t he 
st r at a r equi r i ng j et t i ng has been accompl i shed,  j et t i ng shal l  be 
di scont i nued and hammer  dr i v i ng shal l  be r esumed. ] [   Car e shoul d be 
exer ci sed dur i ng j et t i ng so t hat  excessi ve i nt er nal  hydr ost at i c pr essur e,  
whi ch may damage t he pi l e,  does not  bui l d up anywher e wi t hi n t he pi l e.   
I nt er nal  j et t i ng wi l l  not  be per mi t t ed wi t hout  pr i or  wr i t t en appr oval  of  
t he Cont r act i ng Of f i cer .   Di scont i nue j et t i ng when t he pi l e t i p i s  
appr oxi mat el y 2. 1 m 7 f eet  above t he [ cal cul at ed]  [ i ndi cat ed]  pi l e t i p 
el evat i on.   Dr i ve pi l e t he f i nal  2. 1 m 7 f eet  of  penet r at i on. ] [   Adequat e 
measur es shal l  be t aken f or  col l ect i ng and di sposi ng of  r unof f  wat er . ] [   
Jet t i ng met hod and equi pment  shal l  be appr oved by t he Cont r act i ng Of f i cer  
pr i or  t o commenci ng j et t i ng oper at i on. ]   Bef or e st ar t i ng f i nal  dr i v i ng,  
f i r ml y seat  pi l es i n pl ace by appl i cat i on of  a number  of  r educed ener gy 
hammer  bl ows. [   Measur es,  i ncl udi ng use of  a s i l t  cur t ai n,  shal l  be 
empl oyed t o cont ai n t ur bi d wat er  cr eat ed by j et t i ng pi l es. ]

3. 4. 8   Pr edr i l l i ng of  Pi l es

**************************************************************************
NOTE:   Pr edr i l l i ng shoul d gener al l y  not  be per mi t t ed 
f or  pi l es:
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1.   Dependent  on s i de f r i c t i on i n f i ne- gr ai ned l ow 
per meabi l i t y  soi l s  ( hi gh c l ay or  s i l t  cont ent )  wher e 
consi der abl e t i me i s r equi r ed f or  t he soi l  t o 
r econsol i dat e ar ound t he pi l es.

2.   Subj ect  t o upl i f t  or  l at er al  f or ces.

3.   Locat ed i n cohesi onl ess soi l s .

4.   I n c l osel y spaced cl ust er s unl ess t he l oad 
capaci t y i s  conf i r med by t est .

**************************************************************************

Pr edr i l l i ng t o r emove soi l  or  ot her  mat er i al  r epr esent i ng t he bul k of  t he 
vol ume of  t he pi l e t o be dr i ven[  wi l l [  not ]  be per mi t t ed]  [ shal l  be 
pr ovi ded] .   [ The di amet er  of  t he hol e shoul d not  exceed t wo- t hi r ds t he 
wi dt h of  t he pi l e. ] [   Pr edr i l l  onl y t o a dept h of  [ _____]  met er s f eet  bel ow 
cut - of f  el evat i on pr i or  t o set t i ng pi l es. ] [   Di scont i nue dr i l l i ng when t he 
pi l e t i p i s  appr oxi mat el y 1. 5 m 5 f eet  above t he [ cal cul at ed]  [ i ndi cat ed]  
pi l e t i p el evat i on.  Dr i ve pi l e t he f i nal  1. 5 m 5 f eet  of  penet r at i on. ]

3. 4. 9   Splices

**************************************************************************
NOTE:   Spl i c i ng of  pi l es nor mal l y  shoul d not  be 
per mi t t ed except  wher e ext r emel y l ong or  heavy pi l es 
ar e r equi r ed.   I f  spl i ces ar e per mi t t ed,  dr awi ngs 
shoul d i ndi cat e spl i ce det ai l s .   ( See PCI  st andar d 
dr awi ngs f or  t ypi cal  spl i ce det ai l s) .

**************************************************************************

[ Spl i c i ng of  pi l es i s not  per mi t t ed. ]   [ Make spl i ces as i ndi cat ed.   Spl i ces 
shal l  be capabl e of  devel opi ng t he f ul l  s t r engt h of  t he member  i n 
compr essi on,  t ensi on,  shear ,  and bendi ng.   Det ai l  dr awi ngs of  spl i ces and 
desi gn cal cul at i ons demonst r at i ng t he st r engt h of  t he spl i ce shal l  be 
submi t t ed f or  appr oval . ]

3. 4. 10   Build-Ups

3. 4. 10. 1   Pr et ensi oned Pi l es

**************************************************************************
NOTE:   I nser t  compr essi ve st r engt h r equi r ed by 
desi gn,  usual l y a mi ni mum of  35 MPa 5, 000 psi .   
I nser t  maxi mum per cent  of  bui l d- ups per mi t t ed f or  
pr oj ect .  The per cent  wi l l  depend on cr i t i cal i t y  of  
pi l e f ai l ur e at  bui l d- up;  whet her  t he t op of  t he 
pi l e i s  desi gned as a moment  connect i on;  exposur e of  
pi l es t o ext er nal  physi cal  or  cor r osi ve damage.   
Nor mal l y,  f or  pi l es suppor t i ng pi er s exposed t o 
seawat er ,  l i mi t  per cent age of  bui l d- ups t o 10 
percent.

**************************************************************************

Wher e r equi r ed,  pi l e sect i on may be ext ended t o cut - of f  el evat i on by means 
of  a cast - i n- pl ace r ei nf or ced concr et e bui l d- up.   Const r uct  bui l dups i n 
accor dance wi t h t he desi gn dr awi ngs.   Const r uct  bui l d- ups made af t er  
compl et i on of  dr i v i ng i n accor dance wi t h det ai l ,  " Bui l d- Up Wi t hout  
Dr i v i ng. "   Make bui l d- ups t o be dr i ven i n accor dance wi t h det ai l  " Bui l d- Up 
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Wi t h Dr i v i ng. "  Have det ai l s  of  means f or  pr ot ect i ng j oi nt s by a sui t abl e 
mor t ar  or  epoxy appr oved by Cont r act i ng Of f i cer .   Wher e bui l d- ups ar e 
exposed t o wat er ,  pr ot ect  cast - i n- pl ace sect i on f r om wat er  dur i ng cur i ng 
per i od.   Concr et e i n bui l d- up shal l  have a mi ni mum compr essi ve st r engt h of  
[ _____]  MPa psi .   Bui l d- ups wi l l  not  be per mi t t ed on mor e t han [ _____] [ 10]  
per cent  of  t ot al  number  of  pi l es.   I f  t hi s per cent  f i gur e i s exceeded,  or  
i f  i n t he j udgment  of  t he Cont r act i ng Of f i cer ,  t he c l ust er ed l ocat i on of  
bui l d- ups i s undesi r abl e,  wi t hdr aw pi l es of  i nsuf f i c i ent  l engt h and r epl ace 
wi t h l onger  pi l es.   Payment  f or  such wi t hdr awal  and r epl acement  wi l l  be 
made as an adj ust ment  t o t he cont r act  pr i ce.

3. 4. 10. 2   Post - Tensi oned Pi l es

Bui l d- up pi l es t o speci f i ed cut - of f  el evat i on by a cast - i n- pl ace ext ensi on 
of  t he pi l e,  by a pi l e sect i on,  or  by use of  an accept abl e l engt h of  pi l e 
cut - of f .   Make spl i ce bet ween pi l e and bui l d- up by a pour ed pl ug of  
r ei nf or ced concr et e ext endi ng a mi ni mum of  one out s i de- pi l e- di amet er  i nt o 
t he pi l e and an equal  l engt h i nt o bui l d- up wher e possi bl e.   Spl i ce pl ug may 
be an ext ensi on of  pi l e- t o- cap connect i ng pl ug.   I f  pi l e t ops ar e damaged 
dur i ng dr i v i ng,  r emove damaged por t i on and bui l d- up pi l e as necessar y.

3. 4. 11   Pi l e Cut - Of f

Cut  of f  pi l es wi t h a smoot h l evel  cut  usi ng pneumat i c t ool s,  sawi ng,  or  
ot her  sui t abl e met hods appr oved by Cont r act i ng Of f i cer .   Use of  expl osi ves 
f or  cut t i ng i s not  per mi t t ed.   Cut  of f  sect i ons of  pi l es shal l  be r emoved 
f r om t he s i t e upon compl et i on of  t he wor k.

[ 3. 5   SPECI AL I NSPECTI ON AND TESTI NG FOR SEI SMI C- RESI STI NG SYSTEMS

**************************************************************************
Not e:   I ncl ude t hi s par agr aph onl y when speci al  
t est i ng and i nspect i on of  sei smi c- r esi st i ng syst ems 
i s r equi r ed by ASCE7- 05 Appendi x 11A Qual i t y 
Assur ance Pr ovi s i ons.

Thi s par agr aph wi l l  be appl i cabl e t o bot h new 
bui l di ngs desi gned and t o exi st i ng bui l di ng sei smi c 
r ehabi l i t at i on desi gns done accor di ng t o UFC 
1- 200- 01,  " Gener al  Bui l di ng Requi r ement s, "  and UFC 
3- 310- 04,  " Sei smi c Desi gn f or  Bui l di ngs. "

The desi gner  must  i ndi cat e on t he dr awi ngs al l  
l ocat i ons and al l  f eat ur es f or  whi ch speci al  
i nspect i on and t est i ng i s r equi r ed i n ASCE7- 05 
Appendi x 11A Qual i t y Assur ance Pr ovi s i ons.   Thi s 
i ncl udes i ndi cat i ng t he l ocat i ons of  al l  s t r uct ur al  
component s and connect i ons r equi r i ng i nspect i on.

**************************************************************************

Speci al  i nspect i ons and t est i ng f or  sei smi c- r esi st i ng syst ems and 
component s shal l  be done i n accor dance wi t h Sect i on 01 45 35 SPECI AL 
INSPECTIONS.

]         - -  End of  Sect i on - -
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