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SECTION 09 97 23

METALLI C TYPE CONDUCTI VE/ SPARK RESI STANT CONCRETE FLOOR FI NI SH
08/18

NOTE: This guide specification covers the
requirenents for metallic type conductive/spark

resi stant concrete floor finish for ordnance and
other simlar structures over a bonded floor topping
with a thickness of 2 inches or greater or a
nonol i t hic base slab. For other installation
procedures, edit specification accordingly.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR.

*% *% *% *% *% *% *% *% *% *% *% *%%

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: Do not use the type of floor finish specified
in this section in hospitals, |aboratories, or other
sim | ar occupancies where sanitation is a primry
consideration. This guide specification does not
cover tile or fluid-applied conductive flooring.
Such systens may be found in Section 09 65 00
RESI LI ENT FLOORI NG or Section 09 67 23.14 CHEM CAL
RESI STANT RESI NOUS FLOORI NG

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: This is a very specialized product and rust
be well researched before this specification is
used. Check with using activity to ensure that this
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type of floor finish is chenically conpatible with
expl osi ves and sol vents contenplated for use in
proposed facility.
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NOTE: On the draw ngs, show

1. Extent of netallic type conductive and spark
resi stant concrete floor finish.

2. Required slopes, floor drains, and appropriate
details.
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AVERI CAN CONCRETE | NSTI TUTE ( ACl)
ACl 117 (2010; Errata 2011) Specifications for
Tol erances for Concrete Construction and
Mat erial s and Conmentary

ACl 302. 1R (2015) Cuide for Concrete Floor and Sl ab
Construction

ASTM | NTERNATI ONAL ( ASTM

ASTM C150/ C150M (2018) Standard Specification for Portland
Cement
ASTM C1602/ C1602M (2018) Standard Specification for M Xxing
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1.

Water Used in Production of Hydraulic
Cement Concrete

ASTM C33/ C33M (2018) Standard Specification for Concrete
Aggregates
ASTM C494/ C494M (2017) Standard Specification for Chem cal

Admi xtures for Concrete

ASTM C94/ Co4M (2018) Standard Specification for

Ready- M xed Concrete

ASTM E1155 (2014) Standard Test Method for

Det erm ni ng Fl oor Fl atness and Fl oor
Level ness Numbers

ASTM F150 (2006; R 2013) Standard Test Method for
El ectrical Resistance of Conductive and
Static Dissipative Resilient Flooring

2 SUBMITTALS

NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmittals
required for the project.

The Guide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" GCenerally, other submittal itenms can be
reviewed by the Contractor's Quality Control

System Only add a "G' to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For subnmittals requiring Government approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e
requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
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1.

1.

and NASA projects, or choose the second bracketed
itemfor Army projects.
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Government approval is required for submttals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Government.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Subnmit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:
SD- 03 Product Data
Graded Iron
Curing Conpound
Wat er Reduci ng Admi xture
Hi gh Range Water Reduci ng Admi xture
SD- 04 Sanpl es
Conductive and Spark-Resi stant Floor Finish
SD- 05 Design Data
M x Design
SD-06 Test Reports
Cement
Aggregate
Admixtures
Conductivity and Spark Resistance
Water
SD- 08 Manufacturer's Instructions
Metal Iic Surfacing
Curing of Floor Finish
SD- 10 Operation and Mii ntenance Data

Conducti ve Spark-Resistant Floor Finish, Data Package 1; ([,
L1

3 PERFORMANCE REQUI REMENTS

3.1 Conductivity
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NOTE: I nclude requirenment for mninmumresistance
when el ectrical convenience outlets are provided
around or above floor area. This usually occurs
only in work and equi pnent assenbly areas. Use 5000
ohns for 120 volt service, 10,000 ohms for 240 volt
servi ce, and 20,000 ohns for 440 volt service. If

el ectrical service is greater than 440 volts,
consul t NAVSEA for guidance.

1

1

1
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Fl oor finish nust have a [m ninmum el ectrical resistance of [5,000] [ 10, 000]
[ 20, 000] ohns and a] naxi nmum average el ectrical resistance of 1,000,000
ohnms. Measure electrical resistances on conditioned sanple slab and on
conditioned project slab using nmethod of test specified herein.

.3.2 Spar k Resi st ance

Fl oor finish nust produce no spark when tested using nethod of test
speci fied herein.

.4 ENVI RONMVENTAL CONDI TI ONS

Do not start work unless environnental conditions conformto manufacturer's
printed instructions. Miintain recommended environnental conditions w thout
interruption during application and curing processes.

5 MANUFACTURER S REPRESENTATI VE

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The requirenents for the presence of a
qualified technical representative of the netallic
surfacing material manufacturer should be retained
only for applications where strict conpliance with
installation procedures is considered to be critical

*% *%%

*% *% *% *% *% *% *% *% *% *% *%

Have manufacturer's technical representative present during start-up of
each phase of work including inspection of grounding naterials, preparation
of base slab, m xing and pl acing concrete topping, application of dusted-on
metal lic surfacing, curing and testing.

6 DELI VERY, STORAGE, AND HANDLI NG

Del i ver manufactured materials in nmanufacturer's original unbroken packages
or containers plainly |abeled with nanufacturer's nanmes, brands, |ot
nunbers, and product expiration date. Use noisture-resistant containers.
Store materials in dry, weathertight enclosures and handle in a manner that
will prevent inclusion of foreign materials or danmge by danpness

7 CONDUCT! VE AND SPARK- RESI STANT FLOOR FI NI SH SAMPLE

*kkkkkhkhkk
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NOTE: |If the design thickness of the topping is
| ess than 50 nm 2 inches, insert design thickness in
the blank and renove the 50 nm 2 i nch requirenent.

*% *%%

*% *% *% *% *% *% *% *% *% *% *%

Before work is started, prepare, test, and submit sanple of conductive and
spark-resistant floor finish, 1.22 neters 4 feet square and [50][ ] mMm
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(211 ] inches thick. Cast sanple on 12 mm 1/2 inch thick plywood base
covered with polyethylene film Mx and apply topping in accordance with
this specification, including troweling, curing, and protection.
Test floor finish sanple for conpliance with the conductivity and spark
resi stance requirenments specified herein. Performtesting using an
approved i ndependent testing |aboratory.

PART 2 PRODUCTS

2.1 FLOOR FI NI SH MATERI ALS

2.1.1 Portl and Cenent

ASTM C150/ C150N, Type | [or II1]. Subnit test report show ng conpliance
with  ASTM C150/ C150M.

2.1.2 Aggregate
ASTM C33/ C33V, except as specified below Provide pea gravel, silica,

traprock, or other approved materials of equivalent hardness. Conformto
the foll ow ng gradation:

Mesh Per cent Passi ng
9.5 mMm 3/8 inch 100
4.75 mm No. 4 95-100
2.36 nm No. 8 65-80
1.18 nm No. 16 45-65
0. 60 nm No. 30 25-45
0.30 mm No. 50 5-15
0.15 mm No. 100 0-5

Submit test report show ng conpliance with ASTM C33/ C33M.

2.1.3 Admixtures

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

NOTE: Specify these adni xtures where increased
slunmp is beneficial with respect to ease of

pl acenent, consolidation, netallic hardener
application, or where a delay of initial set is
desirabl e due to high tenperature and | ow humdity
conditions.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

ASTM C494/ C494N. \Water reducing, normal setting (Type A); water reducing
adm xture (Type D); or high range water reducing adm xture (Type F).

Adm xtures nust not contain nore than 0.05 percent chloride ions. Subnmit
product data for water reducing adm xture and hi gh range water reducing
adm xtures. Submit test report showi ng conpliance with ASTM C494/ CA94M.
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2.

2.

1.4 Water

Provi de water conplying with the requirements of ASTM C1602/ C1602M.

Provide [potable Jwater for mixing, free of injurious anounts of oil, acid,
salt, or alkali. Submt test report showing water conplies with

ASTM C1602/ C1602V.

2 GROUNDI NG MATERI ALS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Ground rods should be specified for slabs on
grade. Goundi ng studs should be specified for
suspended slabs. Division 3, "Concrete" sections of
proj ect specification should specify that ground
rods or grounding studs be naintained in position to
prevent m salignment before and during placenent of
structural concrete.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

.2.1 G ound Rods

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify hard copper or copper clad steel rods
for normal conditions. Specify brass or stainless
steel rods where electrolytic corrosion will be
encountered.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

[ Hard copper] [ Copper-clad steel][Brass][Stainless steel] not |less than 20 mMm
0.75 inch in dianmeter, 3 neters 10 feet long. Die stanp each ground rod
near top with name or trademark of manufacturer and length of rod in nmeters
feet.

. 2.2 Groundi ng St uds

Hard copper, or brass, 12 nm 1/2 inch dianmeter and of such length as to
project into structural concrete base slab not |less than 75 mm 3 inches
when install ed.

. 2.3 Groundi ng Connector Disks

Approximately 50 to 100 mMm 2 to 4 inch dianmeter or 50 to 100 mm 2 to 4 inch
square pieces of copper or brass hardware cloth, 4 mesh, 1.2 nm 0. 047 inch
wire dianeter.

.3 METALLI C SURFACI NG MATERI AL

.3.1 Graded Iron M xture

A factory-prepared dry mixture of graded iron particles, cement, and
chemicals; suitable for application by the dusted-on nethod; and free from
nonferrous netal particles, oils, grease, soluble alkaline conpounds, rust
and materials intended to disguise rust, and any ot her contam nants.

Submit product data for graded iron m xture.

Submit conductive spark-resistant floor finish, Data Package 1, in
accordance with Section 01 78 23 OPERATI ON AND MAI NTENANCE DATA.
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2.3.2 Wat er Cont ent

Provi de water absorbent netallic aggregate containing not nore than 0.075
percent water soluble materials.

2.3.3 Cenent Di spersing Agent

Conbi ne a cenent -di spersing agent, a pozzolanic material capabl e of
conbining with free line to forma water insoluble conpound, and an
approved binder with nmetallic aggregate.

2.3. 4 Purity
Do not add material to factory-prepared product at job site.
2.4  CURI NG COVPOUND

A product of the manufacturer of the netallic surfacing material or a type
recomended by the manufacturer of the nmetallic surfacing material. Submt
product data for curing compound.

PART 3 EXECUTI ON
3.1 I NSTALLATI ON OF GROUNDI NG MATERI ALS

Provide at | east one ground [rod] [or] [stud] for each 37 square neters 400
square feet or less of floor area. Place grounding nmaterials at |east 50 nm
2 inches clear and free of pipes, conduits, sleeves, anchor bolts, floor
drains, or other netal building material that projects through floor

finish. Place tops of [rods] or [studs] at an elevation not nore than 10 nmm
3/8 inch below top surface of finish floor. Do not allow [rods] or

[studs] to project above finish floor elevation. Center grounding

connector disks on top of [rods] [or] [studs]. Braze disks to tops of

[rods] [or] [studs]. Connect each ground [rod] [or] [stud] electrically to
concrete slab reinforcenent steel. Connect using a copper or brass braided
strap. Braze to both reinforcing steel and ground [rod] [or] [stud].

3.1.1 G ound Rods
Drive ground rods vertically into earth. The maxi numresistance to ground
of driven ground rod rmust not exceed 25 ohnms when tested in accordance with
par agr aph GROUNDI NG TESTS.

3.1.2 Ground St uds

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

NOTE: The | ast sentence presunes ground studs used
with an existing concrete base slab. Qher site
conditions require a different design and wording.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

Connect studs together electrically using a continuous No. 6 AW copper
wire brazed to each stud and to a common ground wire connected electrically
to an approved ground. Place stud interconnecting wire on, shape, and
fasten to existing concrete base slab to prevent wire fromlifting when
concrete topping is placed.
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3.2 PREPARATI ON OF BASE SLAB

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: This guide specification is based on use of a
bonded fl oor topping with thickness of 50 nm 2 inches
or greater or a nonolithic base slab. For other
installation procedures, edit specification
accordingly. For a nonolithic base slab delete

par agr aphs PREPARATI ON OF BASE SLAB, CLEANI NG, BOND
COAT, PROPORTI ONI NG AND M XI NG OF CONCRETE TOPPI NG
PROPORTI ONI NG AND M XI NG

*% *% *% *% *% *% *% *% *% *% *% *% *%%

3.2.1 Cleaning

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Choose fromone of the follow ng three

par agraphs. Use first paragraph for wet cured sl abs

| ess than 3 days old. Use second paragraph for
cured sl abs between 3 days and a week old. Use
third paragraph for cured slabs nore than a week ol d.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Wash dirt and debris from surface of base sl ab.

Renove dirt, oil, grease, laitance or other foreign matter from surface of
base slab. Scrub surface and rinse thoroughly with clean water. Keep base
slab wet for a period of not |ess than 12 hours preceding application of
topping.

Renove dirt, oil, grease, laitance or other foreign matter fromsurface of
base slab. Scrub surface with a 10 percent nuriatic acid solution and
rinse thoroughly with clean water. After rinsing, a litnus test of the wet
surface rmust indicate no trace of acid solution

3.2.2 Bond Coat

Renove excess water or dry slab until there is no free water. Apply a
cement paste, |latex, latex cenment, or epoxy bond coat.

3.3 PROPCORTI ONI NG AND M XI NG OF CONCRETE TOPPI NG

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: \Where bonded topping or base slab is of very
low slunp (less than 75 nm 3 i nches) consider
deletion of reference to excess water. Metallic
surfacing material, which is a dry shake nateri al
will require sufficient water to adequately mx with
concrete topping or base slab

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

3.3.1 Proportioning

NOTE: Use either conpressive strength option or
specified m x design

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

[ Proportion concrete topping nix to provide a 28-day conpressive strength of

SECTION 09 97 23 Page 11



34.5 kPa 5,000 psi, with a maxi mumslunp of 75 nm 3 inches or less. If
hi gh range water reducing adm xture is used, slunp may be increased to 200
mm 8 inches.][Proportion concrete topping mixture by volunme with one part
portland cenent and 2 3/4 parts 10 nm 3/8 inch nmaxi num si ze aggregate. Use
a maxi mum wat er-cenent ratio of 0.45 including noisture contained in
aggregates.] Topping mx nmay be nodified, as approved, to conformto
requirenents of manufacturer of netallic surfacing material. Submt
concrete mix design for topping slab.

3.3.2 Mixing

Perform mi xi ng in nechanical mxers of a type in which quantities of water
can be controlled accurately and uniformy. Introduce and m x aggregates
so that materials are distributed uniformy throughout the nass. Add water
gradual ly. After cenment, aggregates, and water are in mxer drum nix for
two m nutes. Ready-nixed concrete nust conformto ASTM C94/ C94N. Do not
retenper topping mxture with water. Additional dosage with high range
wat er reducing adm xture may be permtted with prior approval of the
Contracting Oficer as to nmethods and procedures. Use only adnixture
specified and approved in proposed nix design

3.4 PLACI NG FI NI SH NG, AND CURI NG

3.4.1 Pl aci ng Concrete Toppi ng

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: For bonded toppings, use as thick a bonded
toppi ng as design constraints will allow. A 25 nm
one inch bonded topping is extrenmely difficult to
install. Bonded toppings of 50 Mrm 2 inches to a
maxi mum of 75 mm 3 inchesare much easier to
construct. Generally, the thinner the bonded
topping, the nmore problens that will be encountered
during construction and in future use. Wen using a
nonol i thi c base sl ab delete this paragraph

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Pl ace, conpact and strike-off topping mxture to the full depth of the [50]
_____ ] mm[2] [____ ] inch screed strips. Tanp thoroughly with a
grill-faced tanper (do not use a flat-faced tanper) or vibrate with a small
vi brator to conpact concrete topping, force out entrapped air, and ensure
maxi mum density. Take extrene care in placing and tanping so that
groundi ng systemwi ||l not be damaged or misaligned. Forma slight

cup- shaped pocket or depression, about 75 mm 3 inches in dianmeter and 20 mMm
3/4 inch in depth in topping finish surroundi ng groundi ng connector disks
on tops of [rods] [and] [studs]. Keep disk free of topping mx by
protecting disk with a plastic sheet. After conpacting, screeding and

| eveling floor surface, renpbve excess water by an approved net hod.

Mechani cally fl oat surface.

[3.4.2 Pl aci ng and Fini shing Base Sl ab

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use this paragraph for nonolithic slab
placement.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Where netallic surfacing is to be placed directly upon base sl ab, place
slab in accordance with Section 03 30 00 CAST-I N PLACE CONCRETE. Take
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extrene care in placing and consolidating concrete so that groundi ng system
is not damaged or misaligned. Forma slight cup-shaped pocket or
depression, about 75 mm 3 inches in diameter and 20 nmm 3/4 inch in depth in
the finish surroundi ng groundi ng connector disks on the tops of the [rods]
[and] [studs]. Keep disk free of concrete and nortar by protecting disk
with plastic sheet. After placing, consolidating, striking off and

| eveling, renove excess water by an approved nethod. Mechanically fl oat
the surface

13.4.3 Metal Iic Surfacing

Bef ore openi ng, shake surfacing material containers to ensure uniformty of
ingredients. After floating floor surface, dust dry netallic surfacing
material uniformly on surface at a rate of not |ess than 4.4 kil ogranms per
square nmeter 0.9 pound per square foot of surface. Wen netallic aggregate
has absorbed surface moisture, nmechanically float surface. After floating,
uniformy dust on surface renmaining dry netallic surfacing material to
achieve a total rate of not less than 8.8 kil ograns per square neter 1.8
pound per square foot of surfacing material for the two dusting operations.
Apply second shake at right angles to first for even application. Repeat
floating operation. Submit manufacturer's instructions for application of
metal lic surfacing.

3.4.4 Finishing

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: Use 6 nmin 3 neters 1/4 inch in 10 feet

unl ess operational requirenents dictate the flatter
floor. For floors where floor flatness is critical
use the bracketed paragraph in place of the first
paragraph. The nunbers provided in brackets are
typi cal nunbers, but A/E should research and sel ect
F nunmbers high enough to get desired results but not
so high as to cause undue cost increases and
construction problenms. Ff/FL 20/15 is equivalent to
8 mMmin 5.05 mMm 5/ 16 inches in 10 feet. This test
net hod is not suitable for unshored deck. Fitted
partitions need FL greater than or equal to 25.

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

Finish floor to a smooth surface, free from bl em shes. Test floor surface
with a straight edge to ensure a tolerance of plus or mnus [ 6 Mm1/4 inch
] [3 mil/8 inch] in 3 nmeters 10 feet.

[ Construct in accordance with one of the nethods recommended in ACl 302. 1R
Table 7.15.3, "Typical Conposite Ff/FL Values for Various Construction
Methods." AClI 117 for tol erance tested by ASTM E1155

a. Specified Conventional Val ue:

Fl oor Flatness (Ff) [20] [ ] [13] [ ] m ni mum
Fl oor Level ness (FL) [15] [ ] [10] [ ] m ni mum

b. Specified Industrial:

Fl oor Flatness (Ff) [30] [ ] [15] ] m ni mum
Fl oor Level ness (FL) [20] [ ] [10] [ ] m ni mum

Test slab within 24 hours of the final troweling. Provide tests to
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Contracting Officer within 12 hours after collecting the data. Floor
flatness inspector is required to provide a tol erance report which nust
include:

a. Key plan showi ng location of data coll ected.
b. Results required by ASTM E1155.

Take extreme care so that conductive netallic aggregate contained in
surfacing material is in full and firmcontact with disks attached to top
of grounding [rods][ and ][studs]. Do not float or trowel surfaces
excessively in a nmanner that buries nmetallic aggregate or contam nates
surfacing material during floating and trowelling operations. Protect
flooring fromcontani nati on by subgrade naterial, tracked or spilled
concrete, sand, stone, or other material during finishing operations.
Renmove flooring contaninated and replace with new flooring. Match approved
finish floor sanple in all respects.

. 4.5 Curing and Protection

Cure and protect floor finish for not |ess than 30 days unless a | onger
period is recormended by the manufacturer's printed instructions. Strip
floor finish of conductive curing conpounds only in those areas where
acceptance tests will be perforned. Strip non-conductive curing conpounds
conpletely. Submit manufacture's printed instructions for curing the floor
finish.

.5 FI ELD TESTS
Conduct testing in the presence of the Contracting Oficer.
.5.1 Groundi ng Tests

Test ground [studs][ and ][rods] and interconnecting ground wire before the
concrete slab is placed and again before the topping finish is placed.
Before final wiring is connected to the ground rods, test each rod or group
of rods for ground resistance using a portable ground testing megohmret er
devel oping an A.C. voltage. Equip the instrunent with a nmeter reading
directly in ohns. Use two reference ground rods of 20 mm 3/4 inch copper
clad steel, not less than 1.2 neters 4 feet in length, driven 1 nmeter 3 1/2
feet deep. Install rods in a straight line fromthe ground being tested.
Connect No. |4 AWG stranded wire |leads with at |east 600-volt insulation to
the ground being tested and the two reference grounds and to proper binding
posts on the instrunent. \Where there is nore than one ground within a
circle of 3 neters 10 feet at a particular location, use reference rods as
driven for the "first" test for tests on the other rods w thout changing
their location.

.5.2 Accept ance Tests

Make tests for conductivity and spark resistance of netallic finish after
floor finish has been cured and dried for 30 days. Performat |east one
test for each 37 square neters 400 square feet or less of floor area for
conductivity and for spark resistance. Subnit test reports show ng
conpliance with the conductivity and spark test criteria.

.5.2.1 Conductivity Tests

Conduct conductivity tests of finished floor surface in accordance with
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ASTM F150. For conpliance, the average of nmaxi mumresi stances nust be
within the limts specified with no value greater than 5 megohns.

.5.2.2 Spark Tests

Det erm ne spark resistance of finished floor surfaces in a darkened space
by stroking the floor vigorously with a 300 nm 12 inch netal file in a 1.8
meter 6 foot arc. Performspark test five tinmes in each 37 square neters
400 square feet or less of flooring area. Areas with no visible spark
production will be accepted as havi ng necessary spark resistance.

-- End of Section --
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