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35 41 00
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NOTE: This gui de specification covers the

requi renments for |evee construction. This section
was originally devel oped for USACE Civil Works
projects.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
speci fication sections.

Thi s gui de specification includes paragraphs for
construction activity that may have their own UFGS
Gui de Specifications. These include Section 31 00 00

EARTHWORK, Section 31 60 00 FOUNDATI ON PREPARATI ON
and Section 31 11 00 CLEARI NG AND GRUBBI NG anpng
others. |If those Guide Specifications are to be
referenced, renove the appropriate paragraphs from
this section or those as is appropriate.

Edit this guide specification for project specific
requi renments by addi ng, deleting, or revising text.
For bracketed itens, choose applicable iten{(s) or

i nsert appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).
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PART 1 GENERAL

NOTE: Thi s gui de specification includes the
installation of settlenment gages for the

determi nation of increases in quantities of
enbankment materials resulting fromsettl enent of
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t he embanknent foundation during construction and
for paynment to the Contractor for such increases in
gquantities. These provisions should be included in
a project specification when it is determ ned that
settlement in the range of 5 percent or nore of the
pl anned enmbanknent height is anticipated over a
consi derabl e portion of the enmbanknent foundation
area. They will also be used when gages are needed
for engineering control purposes, required in
critical locations or called for if adverse
contractual relationships are expected. Wen
settlement gages are to be used the foll ow ng
information will be indicated on the plans:

1. The location of the gages as well as the
stations at which zero settlenent will be assumned.

2. The detail construction of the foundation
settlement gages to be used. Any applicable type of
gage may be sel ect ed.

The requirements for rock as prescribed herein are
i ntended to be used on enbanknents invol ving rock
fill sections. \Where rock for slope protection is
specified, Section 35 31 19 STONE, CHANNEL
SHOREL| NE/ COASTAL PROTECTI ON FOR STRUCTURES shoul d
be used.

Approval of testing |aboratory is addressed in ER
1110- 1- 8100, dated 31 Dec 1997, Laboratory
I nvesti gati ons and Testi ng.

1.1

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhhkkkkkkkkkkkkkhkhkhkk

[LUMP SUM [UNIT] PRICES

*% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If Section 01 22 00.00 10 (USACE) or Section
01 20 00.00 20 (NAVFAC) PRI CE AND PAYMENT PROCEDURES
is included in the project specifications, this
paragraph title ([LUVMP SUM [UNIT] PRICES) shoul d be
deleted fromthis section and the remaining
appropriately edited subparagraphs bel ow shoul d be
inserted into Section 01 22 00.00 10 or Section

01 20 00.00 20 as appropriate.

1.1.1

*%*

kkkkkkkkkkkkkkkkkkkkkkhkhkhhhkkkkk *kkk *kkkkkhkhkk

O earing, G ubbing, and Stripping

*% *% *% *% *% *% *% *% *% *% *%%

NOTE: [If Section 31 60 00 FOUNDATI ON PREPARATI ON or
Section 31 11 00 CLEARI NG AND GRUBBI NG i s incl uded
in the project specifications, this paragraph title
Cl earing, Gubbing, and Stripping should be del eted
fromthis section and the renmi ning appropriately
edi ted subparagraphs bel ow shoul d be inserted into
Section 31 60 00 or Section 31 11 00 as appropriate.

kkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkk
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1.1.1.1 Payment

Payment will be made for clearing, grubbing and stripping at the contract
[lump sun] [unit price] for clearing, grubbing and stripping. This price
will constitute full conpensation for all equipnent, |abor, materials and
incidental s necessary to conplete the work specified herein. Paynent for
refilling of holes resulting fromgrubbing will be included in the contract
[Tunmp sun] [unit price] for clearing, grubbing and stripping. No separate
or direct paynment will be rmade for stockpiling and disposition of stripped
materials. Al costs in connection therewith will be considered as a
subsidiary obligation of the Contractor. |f regrowth of vegetation or
trees occurs after clearing and grubbing and before placenent of
enbanknent, and the Contractor is required to clear and grub again prior to
enbanknent construction, no paynent will be nmade for this additiona

cl earing and grubbi ng.

1.1.1.2 Measurement

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Note: If clearing, grubbing, and stripping is to be
paid for with a unit price bid iteminclude the
nmet hod of nmeasurement. Delete this paragraph if
paynment is by lunp sum

*% *% *%

*% *% *% *%%

Cl earing, grubbing, stripping, stockpiling and the disposition of the
materials fromthese operations will [not] be measured for payment. [
Refilling of grubbing holes will not be neasured for paynent.]

1.1.1.3 Unit of Measure

Unit of neasure: [lunmp sun] [unit price].
1.1.2 Dermolition and Renoval of Existing Structures
1.1.2. 1 Payment

Payment will be made for denolition or renoval of existing drainage
structures, pavenents, foundations, superstructure, walls, fences, or any
ot her mannade object at the contract [lunp sun] [unit price] for demplition
and renoval of existing structures. This price will constitute ful
conpensation for all equipnent, |abor, materials and incidentals necessary
to conplete the work specified herein. Paynent for refilling of holes
resulting fromrenoval of structures will be included in the contract [lunp
sunm [unit price] for denolition and renoval of existing structures. No
separate or direct paynent will be made for stockpiling and di sposition of
removed materials. Al costs in connection therewith will be considered as
a subsidiary obligation of the Contractor

1.1.2.2 Measurement

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: If renoval or denolition of existing drainage
structures is to be paid for with a unit price bid
iteminclude the nmethod of neasurenment. Delete this
paragraph if payment is by lunp sum

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

Pl uggi ng or renoval of existing structures required fromthese operations
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[not] be neasured for paynent.

1.1.2.3

1

Unit of Measure

Unit of neasure: [lunp sun] [unit price].

1

3

Excavation

*

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhhhkhkhkkkxkkkkkkk

NOTE: |If Section 31 23 00.00 20 EXCAVATI ON AND FI LL
is used, this item should be del et ed.

I f excavation will not be neasured or paid for
separately, select the follow ng paragraph and
del et e subparagraphs PAYMENT, MEASUREMENT, and UNI T
OF MEASURE. Delete the follow ng paragraph if
excavation is to be neasured and paid for
separately. |If significant quantities of rock
excavation is anticipated neasurenent and payment
for rock excavation should be addressed separately.
A definition of rock excavation should al so be
included.

*%

*%

*% *% *% *% *% *% *% *% *% *% *%%

No separate neasurenment or paynent will be nade for Excavation. Al costs
in connection with excavation will be considered a subsidiary obligation of
the Contractor.

1.1.3.1

Payment

Payment will be made for Excavation at the contract unit price which
includes full conpensation for all equiprment, |abor, materials, and
incidental s necessary to conplete the work specified.[ No separate paynent
be made for stockpiling.]

wi | |

1.1.3.2

Measurement

Excavation will be measured for paynment by use of the average end area

et hod.

gr ades.

1.1.3.3

1

The basis of neasurenment will be a survey of the area prior to the
excavation[ and clearing and grubbing] and a second survey of the sane area
after the conpletion of the excavation. For areas where lines and grades
are shown on the draw ngs, neasurenent will be limted to those |ines and
Slides caused by fault of the Contractor, over excavation, and
excavation performed for will not be measured for paynent.

Unit of Measure

Unit of nmeasure: cubic neters yards.

1

4

Fill

Mat eri al

*

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhhhhhkhkkkkkkkkkk

NOTE: There are restrictions in guidance for the
use of Hydraulic fill in |levee construction
Desi gner should refer to EM 1110-2-1913 for gui dance.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhhhkhkhkhkkkxkkkkkkk
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1.1.4.1 Paynent For Enbanknent Fil

Payment will be made for material placed as required i n enbanknents,
backfills and ramps, and including additional naterial placed by reason of
foundation settlenment and by reason of soft material in the foundation
being forced outward fromthe section during construction, for [Enbanknent
Material Type [ 1,1 [Sem conpacted Fill] [Unconpacted Fill] [Hydraulic
Fill]. Payment will constitute full conpensation for furnishing all plant,
| abor, equipnent and material, [except earth material, ]and performing all
operations necessary for foundation preparation and placing and conpacti ng
the material [, materials testing,] [and noisture control]. [This paynent
is in addition to any paynent for excavating and transporting of the
material as required in paragraph EXCAVATI ON. ]

1.1.4.2 Measurenent of Fill Materia

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The | ast sentence of the follow ng paragraph
(in brackets) should be deleted if surveys are taken
"after" clearing and grubbi ng operations. The | ast
sentence should be included if surveys are taken
"prior" to clearing and grubbi ng operations.

*% *% *% *% *% *% *% *% *%%

Subnmit a copy of the records of each conpliance survey the next work day
followi ng the survey.

1.1.4.2.1 Fill Materials Specified for Enmbankment

Fill materials specified for enbanknent will be neasured for paynent by the
cubic neter yard, and quantities will be determ ned by the average end area
met hod. The basis for neasurement will be cross sections of the areas to
be filled taken [prior to] [after] clearing, grubbing, and stripping
operations and the [theoretical cross sections] [actual cross sections] of
t he enbankments constructed within the specified tolerance[ plus additiona
fill placed as the result of displacenent or settlenent of foundation
material as calculated below].[ Cross sections will be perforned at
significant breaks in grade except that the maxi mum di stance between cross
sections will not exceed [ ] meters feet.] Enmbankments not constructed
to design grade and section including allowable tol erance as indicated on
the Contractor's conpliance survey will not be accepted.[ Vol unes occupied
by drainage structures will not be included in neasurenent of enbanknent
for paynent.] [ Material renoved as a result of the clearing, grubbing, and
stripping operations will not be included in nmeasurenment of enbanknment for
payment.]

1.1.4.2.2 Fill Due to Soft Material in the Foundation

The basis for neasurenent of fill placed by reason of soft nmaterial in the
foundation being forced outward fromthe section will be a survey of the
area taken prior to fill placenent and a second survey of the sane area
after conpletion of fill placenent. The cross sections will extend [__ ]
meters feet beyond the toes of the fills.[ A cross section will be taken
at each settlenent neasurenent |ocation.]

1.1.4.2.3 Levee Sett!| enent

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk

NOTE: The designer can choose to neasure settl enment
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1

using settl enment gages.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhkkkkkkkkkkk

Measurenment of additional fill material placed in each settl enent
measur enent range, shown on the draw ngs by reason of foundation
settlenent, will be based on neasurenents [taken on the respective
settlenent gage] at the respective settlement neasurenent |ocations as
specified and will be determ ned as follows:

a. The settlenent nmeasured at each settlenment nmeasurenent |[ocation will be
considered to apply to the foundati on area throughout the length of the
settl enment ranges shown on the draw ngs.

b. The foundation settlement under the enbankment at each transverse cross
section within a settlement range will be considered to vary uniformy
bet ween break points in the cross section.

c. At each breakpoint, the settlenent allowance will be based upon the
proportion that the specified fill height at the break point bears to
the specified fill height at the settlenment measurenent |ocations, in
accordance with the followi ng fornul a.

S = h X smhm where

S settlement to be conputed at a break point

h specified gross fill height at S

sm nmeasured or adjusted vertical change at settlenment nmeasurement |ocation

hm specified gross fill height at settlenment neasurenent |ocation

d. Synbols used in the fornula and the break points are [shown on a
typi cal settlenment cross section on the drawing] [included in these
specifications].

.1.4.2.4 Forfeiture of Paynent for Settlenent of Foundation

Failure to utilize settlenment gages in strict accordance with the
specifications and drawings will result in total forfeiture of any paynent
which will otherw se be due the Contractor for settlenent of the
foundation. Paynent for settlenent of the foundation will be totally
forfeited for the reach attributable to the each settlenent neasurenent

| ocation in each case for the followi ng reasons: enbanknment over a
settlenent measurenment | ocation is constructed to a height in excess of the
specified construction lines plus the tolerance pernitted; settlenent

pl ates have been set and cannot be found after conpletion of the
enbanknent; failure to take the settlenent neasurenent within [
after the final cross sections have been taken over the conpleted
embankment.

.1.4.3 Unit of Measure

Unit of nmeasure: cubic neters yards.

1.5 Mortar and Concrete for Foundation Preparation
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NOTE: [|f Section 31 60 00 FOUNDATI ON PREPARATI ON
speci fically paragraphs DENTAL CONCRETE or DENTAL
MORTAR is a part of the project specifications, this
section shoul d be del et ed.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

1.1.5.1 Payment

Payment will be made for costs associated with nortar and concrete used in
foundati on and abut nent preparation, which includes full conpensation for
furnishing all |abor, equipnent, material, and incidentals, and perfornmng
al | operations necessary for placenent of concrete and nortar for
foundati on and abut ment preparation

1.1.5.2 Measurement

Mortar and concrete used in filling spaces beneath rock overhangs and
around protrusions will be neasured for paynent as the actual vol unes of
such nortar and concrete in cubic nmeters yards as determined by field
surveys made before and after placenent of the nortar and concrete.[ No
measurenent will be made for the nortar used in filling the open joints and
cracks in the rock surface.][ Measurenent of nortar or concrete used in
filling the open joints and cracks in the rock surface will be nade by the
square nmeter yard based on the horizontal projection of the area obtained
froma survey perforned before application.][ Measurenent of nortar or
concrete used in filling the open joints and cracks in the rock surface
will be the bags of cenment used.]

1.1.5.3 Unit of Measure
Unit of measure: cubic neters yards.
[1.1.6 Settl enent Gages

No separate paynent will be made for furnishing, installing, and

mai ntai ni ng settl ement gages during enbanknment construction as specified
herein, if used, including neasurenents required to be nmade by the
Contractor, and will be at the expense of the Contractor. No separate
paynment will be made for conpaction of fill around and over the settl enent
gages or for interference with the Contractor's operations resulting from
the settlenent gage installations.

11.2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.
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Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN ASSOCI ATI ON OF STATE H GHWAY AND TRANSPORTATI ON CFFI Cl ALS

(AASHTO)
AASHTO M 43 (2005; R 2009) Standard Specification for
Si zes of Aggregate for Road and Bridge
Construction

ASTM | NTERNATI ONAL ( ASTM

ASTM C33/ C33M (2018) Standard Specification for Concrete
Aggregates
ASTM D1556/ D1556M (2015; E 2016) Standard Test Method for

Density and Unit Weight of Soil in Place
by Sand- Cone Met hod

ASTM D1557 (2012; E 2015) Standard Test Methods for
Laborat ory Conpacti on Characteristics of
Soil Using Modified Effort (56,000
ft-1bf/ft3) (2700 kN m nB)

ASTM D2167 (2015) Density and Unit Weight of Soil in
Pl ace by the Rubber Balloon Method

ASTM D2216 (2010) Laboratory Deternination of Water
(Moi sture) Content of Soil and Rock by Mass

ASTM D2487 (2017) Standard Practice for
Classification of Soils for Engineering
Purposes (Unified Soil O assification
System)

ASTM D2937 (2017; E 2017; E 2018) Standard Test
Met hod for Density of Soil in Place by the
Drive-Cylinder Method

ASTM D422 (1963; R 2007; E 2014; E 2014)
Particle-Size Analysis of Soils

ASTM D4253 (2016) Standard Test Methods for Maxi mum
I ndex Density and Unit Weight of Soils
Using a Vibratory Table

ASTM D4254 (2016) Standard Test Methods for M ni mum
I ndex Density and Unit Weight of Soils and
Cal cul ation of Relative Density

ASTM D4318 (2017; E 2018) Standard Test Methods for
Liquid Limt, Plastic Lint, and
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Plasticity Index of Soils

ASTM D4643 (2017) Standard Test Method for
Determ nati on of Water Content of Soil and
Rock by M crowave Oven Heati ng

ASTM D5195 (2014) Density of Soil and Rock In-Place
at Depths Bel ow the Surface by Nucl ear
Methods

ASTM D6938 (2017a) Standard Test Method for In-Place

Density and Water Content of Soil and
Soi | - Aggregat e by Nucl ear Met hods (Shal |l ow
Depth)

ASTM D698 (2012; E 2014; E 2015) Laboratory
Conpaction Characteristics of Soil Using
Standard Effort (12,400 ft-Ibf/cu. ft.
(600 KNNmcu. m))
U S. ARMY CORPS OF ENG NEERS ( USACE)

EM 385-1-1 (2014) Safety and Heal th Requirenents
Manual

1.3 DEFINITIONS
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NOTE: Add applicabl e definitions.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

1.3.1 Clearing

Clearing consists of the renoval and satisfactory disposal of all [above
ground and bel ow ground ]Jtrees, downed tinber, snags, slash, brush,
garbage, trash, debris, fencing, and other itens occurring in the
designated areas to be cleared.

1.3.2 Grubbing

Grubbi ng consists of the renoval and satisfactory di sposal of stunps, roots
|larger than [ ] mminches in dianeter, and natted roots fromthe

desi gnated grubbing areas. G ubbing also includes filling of holes from

t he grubbi ng operati on.

1.3.3 Stripping

Stripping consists of the renpbval and satisfactory disposal of crops,
weeds, grass, and other vegetative materials to the ground surface[ and
topsoil to a depth of [ ] mminches].

1.3.4 Satisfactory Materials

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use of CH material should be avoided if
possible. As a mininum constraints should be set
governing their use.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk
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Satisfactory materials consists of materials classified in accordance with
ASTM D2487 as CL,[ CH, ] CL-M, M, SC, SP, SW [__ ] free from roots
and ot her organic matter; contanination from hazardous, toxic or
radi ol ogi cal substances; trash, debris; and frozen materials. Not al
satisfactory materials can be used in levee. Only the satisfactory
materials stated above, neeting the additional or nodified requirenents of
par agraph TYPES OF FILL MATERI ALS, can be used for |evee construction

.3.5 Unsatisfactory Materials

Do not use unsatisfactory nmaterials in any |levee or other required fill.
Unsatisfactory materials includes all other materials that are not defined
above as satisfactory materials. Materials which do not conply with the
requi renents for satisfactory materials are unsatisfactory. Unsatisfactory
materials also include, man-nade fills (unl ess excavat ed,

sort ed/ separat ed/ st ockpil ed, and tested); trash; refuse; backfills from
previous construction; and material classified as satisfactory which
contains root and other organic matter or frozen materi al

.3.6 Embankment

The term "enbankment" as used in these specifications is defined as the

earth [and rock ]Jfill portions of the |evee structure or other fills
related to the | evee structure, including [cut-off trench] and includes al
types of earth fill [and filter materials Jfor the | evee [and cut-off

trench,] and all other fills within the limts of the |l evee as shown on the
project drawings. [Stone and other rock nmaterials used for slope

protection are described in paragraph [___ 11.
.3.7 Backfill
Backfill as used in this section is defined as that fill material which

cannot be placed around or adjacent to a structure until the structure is
conpleted or until a specified time interval has el apsed after conpletion

.3.8 Excavation

Excavation consists of renpoval of material to the lines and grades shown on
the draw ngs, or as otherw se directed or approved by the Contracting

O ficer and as described in paragraph [ ] EXCAVATION in PART 3
EXECUTION.

.3.8.1 Over-excavation

Excavati on performed beyond |ines and grades shown on the plans that is
made at the conveni ence of contractor. No separate paynment will be made
for over-excavation or for additional enbankment materials needed to
backfill the over-excavation.

.3.8.2 Addi ti onal Excavation

Excavati on performed beyond |ines and grades shown on the plans that is
performed at the direction of the Governnent, and to be paid at unit prices
for excavation and backfill, or as negoti at ed.

.3.9 Classification of Soils

Materials used to construct the enmbanknments and for backfills will be
classified in accordance with ASTM D2487 (Unified Soil C assification
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Systen). Cohesionless materials include nmaterials classified in ASTM D2487
as GN GP, SW and SP. Cohesive materials include materials classified as
GC, SC, M, CL, MH, and CH. Materials classified as GMand SMw || be
identified as cohesionless only when the fines are nonplasti c.

.3.10 Degree of Conpaction

.3.10.1 Cohesi ve Materi al

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Note: |If a higher conpactive effort than is
attainable by ASTM D698 is desired, ASTM D1557 may
be utilized and references to ASTM D698, relative to
conpactive effort, should be changed to ASTM D1557.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

Degree of conpaction is expressed as a percentage of the maxi num density
obtai ned by the test procedure presented in [ASTM D698] [ ASTM D1557],
abbrevi ated hereinafter as percent |aboratory nmaxi num density.

.3.10.2 Cohesi onl ess Materi al

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Note: Factors such as (but not limted to) site
specific materials, availability of testing

equi prent and | ocal practice may nake it nore
practical to utilize nethods other than ASTM D4253
and ASTM D4254 to control the degree of conpaction
of cohesionless material. |f other nmethods are
utilized the appropriate sections of the
specifications should be nodified to reflect method
sel ected. The other nethods used include conparison
of in-place density to either the maxi mum Proctor
density or the naxi num density obtained by ASTM
D4253 (if vibratory table is available).

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Degree of conpaction is expressed as a percentage of the relative density
in accordance with ASTM D4253 and ASTM D4254.

.4 SYSTEM DESCRI PTI ON

NOTE: This section should describe all appropriate
activities to be perfornmed to acconplish the

conpl eted projects as planned, including any speci al
work itens that nust be conducted.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The work covered by this section consists of furnishing all equiprent,

| abor, materials, and incidentals, and performing all operations necessary
for the clearing, grubbing, and stripping of the areas specified herein or

i ndi cated on the drawi ngs, and for the renoval and disposal of cleared,
grubbed, and stripped materials,[ renmpoval or plugging of existing drainage
structures,] and refilling of holes resulting from grubbing; excavation of
borrow areas [and existing |l evees,] and for all other required excavations
or excavations incidental to the construction of |evees[, channels] [,
ditches] [, structures] [, and ponding areas] as specified and shown;
foundati on preparation and the construction of |evee enbanknments, including
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new | evee, enl argenment of existing |levee, backfill of inspection trenches,
cutof f trenches, berns, road crossings, backfill at drainage structures,
and other incidental earthwork as may be necessary to conplete the | evee as
specified herein and as shown on the drawings. Al work under this section
will conply with the requirenents of EM 385-1-1

4.1 Embanknent and Backfill Materials
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NOTE: All avail able sources of materials for
enbankment and backfill shoul d be desi gnated.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

At least [30] [___ ] days prior to delivery of any Contractor-furnished
material to the site of the work, subnit soil classification test results,
moi sture-density curves, gradation curves, and | aboratory results of the
required tests of the proposed material. Materials for enbanknent and
backfill construction will be obtained from[the borrow sources] [sources
provided by the Contractor] [required excavation]. Materials obtained from
requi red excavati on which nmeet or which can be processed to neet the

requi renents for each enbankment material, or any other material required
for this project, as specified herein, may be utilized [in the appropriate
zone of] [in] the enbanknent or as backfill. Submt to the Contracting

O ficer the source or sources intended to provide nmaterials for enbanknent
construction. |If a source is selected other than a comrercial quarry or
other commercial entity fromwhich earth or rock material will be directly
purchased and where the Contractor or his subcontractor will performthe
borrow excavation, a witten statement will be provided to the Contracting
Oficer indicating permission to utilize the area. It is the Contractor's
responsibility to obtain Federal, State, and local permts which nmay be
required for excavation and reclamation of the borrow area. A copy of the
pl an and procedures to be utilized for reclamation will be furnished to the
Contracting Officer as required in Section [__ ], paragraph [__ ]. The
Contracting Officer will require material sanples from any proposed borrow
source to be submitted as indicated in paragraph FIELD QUALI TY CONTRCL.

.4.2 Haul Roads
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NOTE: Haul roads are highly project specific.
Contractor should be given as nuch latitude as
feasible to determne his traffic patterns. Haul
roads nust be safe, not interfere with public
traffic, environnentally friendly and generally nust
be restored to preconstruction conditions.
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Locate and construct haul roads [as indicated and] [as] [approved by the
Contracting Officer] [within the project boundaries shown on the

drawi ngs].[ Prior to the comrencenent of construction submt for approva
a site plan detailing the location of all haul roads within the project
limts.] [ Locate haul road[s] between the borrow site[s] and the |evee
enbanknment within the limts [shown on the draw ngs] [approved by the
Contracting Officer].] [ Mark the limts of the borrow haul road in the
field using construction fencing or simlar nmethods approved by the
Contracting Oficer. Areas on each side of the borrow haul road corridor
must not be disturbed.] Construct haul roads to naintain the intended
traffic, be free draining, and remain in good condition throughout the
contract period.[ Any haul road which crosses any creek or drai nage
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channel nust be constructed, and maintained so as to not flood either
upstream areas by restricting streamflows or flood downstream areas by the
rel ease of any stored water in the event that the crossing fails for any
cause.] Renove haul roads constructed during the contract duration after
work is conpleted and the inpacted area restored to its preconstruction
conditions.[ Plow and/or scarify or otherw se |oosen all access and hau
roads other than existing roads to a mininumof [__ ] mminches deep and
| eave the surface in a smooth condition.] Al haul roads within the
right-of-way that will remain as public thoroughfares after construction
must be cl eaned daily and maintained in the preconstruction condition
Consider all costs associated with these haul roads as a subsidiary
obligation of the Contractor

. 4.3 Ranmps and Crossings

Construct ranps and crossings at the | ocations shown on the draw ngs by

pl acement of a fill as specified in paragraph [ ]. Construct ranps and
crossings by adding material to the | evee crown and sl opes. Provide ranps
that have a [ ] meter foot crown width, a grade not to exceed |
percent, and 1V on [ ]H side sl opes.

.4.4 Runways

NOTE: Runways are tenporary haul roads over a | evee.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

Where material is haul ed over an existing |l evee for construction, the
Contractor, at no extra cost, will be permtted to construct tenporary
runways over the |levee by the addition of material to the | evee cross
section. For the construction of runways, if the Contractor so desires,
the existing |l evee may be cut, [but not to exceed a depth of [__
feet below the crown] [not to exceed [ ] meters feet bel ow the project
flowine] [or 100-year level] [not to excavate below elevation [ ] or

one half the height of the | evee, whichever is less], and provided that the
cut is made with side sl opes not steeper than 1V on 1H, and with a nini mum

wi dth of haul road of [ ] [7.6] m[___ ] [25] feet for one-way
traffic, and [__ ] [18.3] m[__ ] [60] feet for two-way traffic
Cutting into the existing levee at intervals of less than [__ ] [152] m
[ ] [500] linear feet for the [__ ] [7.6]-m[___ ] [25]-foot bottom
widths or less than [ ] [304] m[__ ] [1,000] linear feet for the
[ ] [18.3]-m[__ ] [60]-foot bottom w dths will not be allowed, and
no nore than [ ] runways will be open at one tine. Stockpile, as

directed by the Contracting Oficer, sufficient suitable |evee enbanknent
material to construct energency closure of the cuts.

.4.5 O osure of Runways

Wher e runways have been cut through the | evee, the Contracting Oficer
reserves the right to order their closure at no additional cost to the
CGovernment at any tine that such runways nay endanger the security of the

| evee. Just prior to restoration of the runway, the bottom of any cut nade
in the | evee nust be broken to a depth of [ ] [300] mm|[__ ] [6]
inches and the side slopes thoroughly scarified. The restoration nust be
made with suitable enbanknment material, placed and conpacted as provided in

paragraph [ ]. Renove material used in the construction of the
approach ranps of the runways and use for fill, if satisfactory. |If not
used for fill, dispose the material by placing it in abandoned portions of

the borrow areas or by any other nethod specified in paragraph disposal of
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material.[ No section of the |levee will be degraded or weakened to provide
runways nor will existing runways remain open during the nonwork season
described in [ GENERAL CONTRACT REQUI REMENTS], [ paragraph] [C ause]
EXCLUSI ON OF PERI ODS | N COVPUTI NG COVPLETI ON SCHEDULES, unl ess ot herwi se
approved in witing by the Contracting O ficer.]

.4.6 Stockpiling
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NOTE: Cost of stockpiling embankment fill material
shoul d be included in the price for placing fill in
the | evee enmbanknent.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Any on-site stockpiling of embanknent materials will be in accordance with
paragraph [ ] Stockpiles.[ No paynent will be nmade for such
stockpiling nor for the reloading and hauling of these materials to their
final position.]

4.7 Sli des and Foundati on Fail ures

When sliding occurs in any part of the enbanknent and backfills prescribed
in this section after they have been placed, but prior to final acceptance
of all work under the contract, either cut out and renove the slide from

t he enmbanknment and then rebuild that portion of the enbanknent, or
construct a stability berm of such dinmensions, and place in such manner as
prescribed by the Contracting Officer. Wen the slide is caused through
the fault of the Contractor, the repair will be nade at no cost to the
Gover nnent .

. 4.8 Dr ai nage Requi renents
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NOTE: Modify the followi ng paragraph for specific
job conditions such as fill placed in/under water

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Submit witten evidence consisting of an authenticated copy of the

[ conveyance] [easenent] under which the Contractor acquired the property
rights and access thereto, prepared and executed in accordance with
applicable State and local requirenents. Do not block or restrict the flow
in a natural drain, existing culvert, ditch or channel at any tine wthout
obtaining prior witten approval fromthe Contracting Oficer. This
approval will not relieve the Contractor fromresponsibility for any damage
caused by the operation. Mnitor the [river] [canal] [strean] flow and
provi de sufficient free discharge areas so that conditions are not worsened
upstream or downstream by possi ble floods during construction. Surface
water will be directed away from excavations and construction sites so as
to prevent erosion and underm ning of foundations. Diversion ditches,

di kes, and grading will be provided and nai ntai ned as necessary during
construction. Protect excavated slopes and backfill surfaces to prevent
erosion and sl oughing. Performexcavation so that the site and the area

i medi ately surrounding the site and affecting operations at the site wll
be continually and effectively drained. |If private property is to be used
for drainage, submt witten evidence that the right has been obtained from
the property owner for drainage on his property.
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1.

5 SUBMITTALS
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NOTE: Review subnittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandated sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

Government approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submittal for the
Government.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the followi ng in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD-01 Preconstruction Submittals
Plan OF Operations; C[, [ 1]
Subnit conplete and detail ed descriptions of proposed earthwork

plan. This plan nust include, but not be linted to, the
Contractor's proposed sequence of construction for all earthwork
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i ncludi ng backfill and enbankment itens; nethods and types of

equi pment to be utilized for all earthwork operations, including
transporting, placing and conpacting; quantity, type and fina

di sposition of stockpiled materials; |location and drai nage of
proposed stockpiles; proposed disposition of all excavated
materials, including itens which are anticipated to be di sposed of
off-site. Submit the earthwork plan to the Governnent not |ess
than 30 days prior to initiating any earthwork operation

Enmbanknment And Backfill Materials; ¢, | 11

At | east 30 days prior to delivery of any Contractor-furni shed
material to the site of the work, submt soil classification test
results, noisture-density curves, gradation curves, and |aboratory
results of the required tests of the proposed materi al

Excavation; ¢, [ 1]

Submit conplete and detail ed descriptions of proposed excavation

plan. Obtain approval of the detailed plan fromthe Contracting

O ficer prior to starting the work. If necessary, nodify the plan
as required to neet field conditions, and the nodifications nust

be approved prior to use. This plan nust include:

a. Proposed nethods for preventing interference with, or danmmge
to, existing underground or overhead utility lines, trees
designated to rermain and other man-nmade facilities or natura
features designated to remain within or adjacent to the
construction rights-of-way.

b. Provision for coordinating the work with other Contractors
working in the construction rights-of-way or on facilities
crossing or adjacent to this work

c. The proposed nethods for controlling surface and ground water
in the borrow areas and required excavations.

d. Stockpiling plan for enmbanknent nmaterial before it is
transported to the project site showi ng |ocations, stockpile
hei ghts, slopes, linmits, and drai nage around the stockpile areas.

e. A conplete listing of equi pnment used for excavation and to
transport the excavated materi al

f. The proposed sequence of work for excavating the borrow areas
with plan and cross sectional views showi ng starting and final
work | ocations and clearing, grubbing and stripping limts.

g. The proposals for conserving arable |l and and for maki ng

opti mum use of available borrow, including the Contractor's
proposed met hods for grading the bottom of the borrow areas after
conpl eting use of the borrow areas

h. The proposed haul road and haul age patterns, and plan for
i mpl enenting dust control neasures.

i. Proposed disposition of all excavated materials, including
items which are anticipated to be disposed of off-site.
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1.

SD- 02 Shop Drawi ngs
Dr ai nage Requi renents

SD- 03 Product Data

Shoring, Sheeting, and Bracing; C, [___ 1]
Borrow Areas; G, [___ 1]

Filter Sand; C¢[, [___ 1]

Nucl ear Density; ¢, [___ 1]

SD-06 Test Reports
Measurement of Fill Material; C[, [ 1]

Submit a copy of the records of each conpliance survey the next
work day follow ng the survey.

6 PRQJECT SI TE CONDI TI ONS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The foll owi ng paragraphs are comonly

i ncluded with Division 02, EXI STING CONDI TIONS. |f
those sections are to be used, the follow ng

par agr aphs shoul d be del et ed.

*% *% *% *% *% *% *% *% *% *% *% *%%

6.1 Prot ection of Man-Made Facilities and Natural Features

Trees within the clearing area will be felled in such a manner as to avoid
damage to trees left standing and trees outside the clearing area, existing
bui | di ngs, man-nade facilities and natural features, with due regard to the
safety of enployees and others, and in conpliance with EM 385-1-1
Excavation will follow the same requirenents specified above for felling
trees and will be in conpliance with EM 385-1-1. Existing utility lines
that are shown on the drawi ngs or the | ocations of which are nade known to
the Contractor prior to excavation and that are to be retained will be
protected from damage during excavation. Wen utility lines that are to be
renoved are encountered within the area of operations, notify the
applicable utility conpanies in sufficient time for nmeasures to be taken to
prevent interruption of the services.

.6.2 Hi storical, Archeol ogical, and Cultural Resources

Hi storical, archeological, and cultural resources within the Contractor's
work limts [are known to exist] [may exist]. |[If, during construction
activities, the Contractor observes itenms that may have historical or
archeol ogi cal val ue, such observations will be reported imediately to the
Contracting Oficer so that appropriate authorities may be notified and a
determ nation nade as to their significance and what, if any, special

di sposition of the finds should be nade. Cease all activities that may
result in the destruction of these resources and prevent the workers from
trespassing on or otherw se damagi ng such resources.
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6.3 Subsur face Dat a

Subsurface soil boring logs are [shown on the drawi ngs] [included in these
specifications] [found in the Project Geotechnical Report]. Subsurface
investigation reports and sanples of materials obtained from subsurface
investigations nay be examned at the [ ] District Ofice. These data
represent subsurface information at the boring | ocations; however,
variations may exist in the subsurface between boring |ocations.
Groundwater |evels indicated on the soil boring logs were levels found at
the time of exploration. The groundwater table can vary significantly
depending on time of year, variation fromnormal precipitation, and river
stage or tide level. Contractor is ultimtely responsible for subsurface
interpretation across the entire project site.

.7 MERCHANTABLE TI MBER

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The foll owi ng paragraphs are comonly

i ncluded with Division 02, EXI STING CONDI TIONS. |f
those sections are to be used, the follow ng

par agr aphs shoul d be del et ed.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Merchantabl e tinmber remaining within the areas to be cleared on or after
the date of award of this contract may be di sposed of as the Contractor
sees fit, as long as such nmerchantable tinber is either renoved fromthe
rights-of-way or is satisfactorily disposed of in accordance with the
par agr aph DI SPOSI TI ON OF CLEARED, GRUBBED, AND STRI PPED MATERI AL

DI SPOSI TI ON OF EXCAVATED MATERI AL and the Contractor conplies with al
applicable State and |l ocal regulations and | aws.

. 8 SEQUENCING

.8.1 Cl earing and Grubbing

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If the specification for this project
i ncludes Section 31 11 00, CLEARI NG and GRUBBI NG
the foll owi ng paragraph should be del eted.

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Conplete all clearing and grubbing work at least [100] [__
[300][ ] feet in advance of enbanknent construction.[ In |ocations
where work on drainage structures is performed prior to enmbanknent
construction, conplete all clearing and grubbing for the structure at |east
[ ] meters feet on each side of the structure, neasured along the | evee
centerline and [ ] meters feet perpendicular to the structure.] |If
regrowmth of vegetation or trees occurs after clearing and grubbi ng and

bef ore pl acenent of enbankment, the Contractor will be required to clear
and grub again prior to enmbanknent construction

. 8.2 Stripping

After inspection and acceptance of cleared and grubbed areas, stripping may
proceed. All stripping work nust be conpleted not nore than |
feet in advance of enbanknment construction
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PART 2 PRODUCTS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: After "PART 2 PRODUCTS' above, insert the
followi ng "(NOT APPLI CABLE)", if there are no
subpar agraphs in PART 2. PART 2 nateri al

requi renents should be added for contracts in which
the Contractor is required to supply naterials.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

2.1 HAUL ROAD MATERI ALS

I
2.2 TYPES OF FILL MATERIALS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE 1. The types of fill materials used for |evee
construction usually depend on the availability of
materials fromrequired constructi on excavati on and
t he nearby borrow sources. The naterial types
listed below as satisfactory materials are often
used in | evee construction

2: Separate paragraphs, such as those bel ow, should
be included for EACH material type that is to be

pl aced under a contract. The plans should clearly
show, with | abels, the location of the fill types.
Enbankment fills should include, but not be limted
to, the levee, berns, inspection trench, cutoff
trenches and any other specified fill or backfill.
This allows the Designer and Specifications Engi neer
to use multiple fill types within the sane contract
and clearly indicate |ocations of each type. The
types of satisfactory naterials should be edited for
each type of fill. The bid schedul e should include
aline for each type of fill. Were multiple fills
are placed in layers or zoning, the measurenent,
paynment and tol erance paragraphs should be edited to
specify the interfaces of the nultiple fill types.

Onit the followi ng soil types which are not
applicable to the specific project.

kkkkkkkkkkkkkkkkkkkkkkkkkkhkkkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkkkhkhkhkkkkkx *k%

2.2.1 [Sel ect Fil

otain select fill enbanknent material from[the borrow site provided by
the Government] [sources provided by the Contractor] [required
excavation]. Provide select fill material consisting of satisfactory
materials classified in accordance with ASTM D2487 as [___ 1.1

2.2.2 [ I npervious Fil

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTES: Caution should be exercised regarding the
use of high plasticity clay and silt (CH M) soils
with Plasticity Indices greater than about 40 (30 in
dry clinmates and 50 in humid climates). Spreading
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2.

2.

and conpacting CH or MH materials can al so present
constructability problenms due to difficulty

mai nt ai ni ng proper noisture content. These soils
are susceptible to shrinkage and cracki ng upon
drying. Seasonal cycles of swelling and shrinkage
can also result in |loss of shear strength, which nay
ultimately result in slope instability. Chem ca
treatnent, such as line, has been used to reduce the
Pl and potential for cracking.

Conpact Inpervious Fill material using
sel f-propelled or towed sheeps-foot rollers.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provide material consisting of satisfactory inpervious material classified
as lean clay (CL),[ fat clay (CH),] lowplasticity silt (M),[ high
plasticity silt (MH),] [sand containing nore than 30 percent of clay (CL),]
and borderline clay and silt (CL-M) in accordance with ASTM D2487.]

2.3 [ Pervious Fil

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: The desi gner shoul d define the types of
mat eri al which are acceptable as Pervious Fill.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provide material consisting of satisfactory pervious material classified as
wel | graded sand (SW, poorly graded sand (SP)), poorly graded gravel (GP)
or well graded gravel (GW in accordance with ASTM D2487.]

. 2.4 [ Random Fi | |

Provide randomfill consisting of any satisfactory materials[ other than
those classified in ASTM D2487 as [___ 11 [and any silt or sand with a
uniformty coefficient (Cu) less than 6].[ Randomfill may consist of
select fill, inpervious fill, and pervious fill, or a conbination of them]]
2.5 Random Rock

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Randomrock is sonetines used in |evee
construction to build up an underwater |evee toe
foundation or to buttress a slope in a constricted
area. Due to its high perneability, randomrock or
pervious fill should not be used al one as |evee fill
material. The designer should select the types of
acceptable rock material and the naxi mum al | owabl e
percent fines.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provi de random rock consisting primarily of [ ] (shale, siltstone,
sandstone, granite or |inmestone) obtained froma source provided by the
Contractor. Provide randomrock that is free of silt, clay, or other earth
material in quantities greater than [ ] [5] percent by weight, and
containing no debris or organic material. Randomrock nust be reasonably
wel | - graded and the | argest stones must have a nmaxi mum di nensi on not
exceeding [__ ] [450] mm[__ ] [18] inches. Control rock production at
the source such that not nore than 20 percent of the material has a maxi mum
di mensi on between adjacent earth fill choke off with a layer of finer

SECTION 35 41 00 Page 25



randomrock material. Randomrock placed within 1 neter 3 feet of any
structure nmust have a nmaxi mum size of 125 mm 5 inches

[2.2.6 Coar se Drai nage G avel

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: It is inportant to use appropriate filter
criteria in the design of the drainage features.
Sel ection of the gradation for the coarse and fine
drai nage materials shoul d be devel oped with
consideration of filter conpatibility with native
soils and the materials to be obtained for use.

*% *% *% *% *% *% *%

*% *% *% *% *% *%%

ot ai n coarse gravel material for the [rectangul ar and trapezoidal] toe
drains [l andsi de seepage berns] [road stone] froma source [provided by the
Contractor]. Provide coarse drai nage gravel that is non-cal careous,
conposed of tough durable particles, and does not contain any organic
material or soft, friable particles in quantities. Blast furnace slag wll
not be pernitted. The gravel material in-place nmust neet the quality

requi renents of [AASHTO M 43, Size No. 57][ ASTM C33/C33NM No. 57].

I 227 Fi ne Drai nage G avel

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: ldentify source of materials. It is

i mportant to use appropriate filter criteria in the
design of the drainage features. Selection of the
gradation for the coarse and fine drainage naterials
shoul d be devel oped with consideration of filter

conpatibility with native soils and the materials to
be obtai ned for use.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhkkkkkkkkhkk
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otain fine drainage gravel naterial for the [rectangular and trapezoi dal]
[toe drains] [|landsi de seepage berns] [road stone] froma source [provided
by the Contractor]. Provide fine drainage gravel material that is

non- cal careous, conposed of tough durable particles, and does not contain

organic material. The fine drainage gravel in-place nust neet the

requi renents of [AASHTO M 43, Size No. 8] [ ASTM C33/ C33M.

I 2.2.8 Filter Sand
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NOTE: It is inmportant to use appropriate filter
criteria in the design of the drainage features.
Sel ection of the gradation for the coarse and fine
drai nage materials should be devel oped with
consideration of filter conpatibility with native
soils and the naterials to be obtained for use.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhhkkkkkkkkhkk

kkkkkkkkkkkkkkkkkkkkkkhkhkhkhkkkkkk

At least [30] [__ ] days prior to delivery of any Contractor-furnished
material to the worksite, submit soil classification test results and a
gradation curve for each of the proposed filter materials to be used. Fine
aggregate for the filter sand in-place nust neet the quality requirenents
of ASTM C33/C33N grading for fine aggregate with additional limts on the
al | owabl e percentage passing the No. 200 sieve as specified bel ow
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SIEVE SIZE U S. STANDARD PERCENTAGE BY VI GHT
SQUARE MESH PASSI NG | NDI VI DUAL S| EVE
9.5 m®B/8-inch 100
4.75 mNo. 4 95-100
1.18 mmo. 16 50-85
150 pnmNo. 100 2-10
75 pmNo. 200 05

Additionally, the filter sand nust not contain any organic matter or soft
friable particles.

12.2.9 Bedding
Beddi ng material, placed as a backing |ayer nust consist of satisfactory
pervious fill material satisfying the material requirenents presented in

[Section 31 36 00 WRE MESH GABI ONS[ AND MATTRESSES]] and [ Section 35 31 19
STONE, CHANNEL, SHORELI NE/ COASTAL PROTECTI ON FOR STRUCTURES] .

2.2.10 Topsoll

Provi de topsoil consisting of organic soil and place on the | evee sl opes as
shown on the contract drawi ngs and as specified in Section [32 92 23
SCODING [ ].

[2.2.11 Seni conpacted Fill

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The designer should list the material types
that are acceptable for sem conpacted fill, which
can be defined in terms of previously defined fill
types or basic material types.

*% *% *% *% *% *% *% *% *%%

Provide material for sem conpacted fill consisting of satisfactory
materials classified in accordance with ASTM D2487 as |

I 2212 Unconpacted Fil

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The designer should list the material types
that are acceptable for unconpacted fill, which can
be defined in terms of previously defined fill types
or basic material types.

*% *% *% *% *% *% *% *% *% *% *% *%%

Provide material for unconpacted fill consisting of satisfactory materials
classified in accordance with ASTM D2487 as |

I 2.2.13 Hydraulic Fill for Berms and Depressed Areas

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: Caution should be used when specifying

hydraulic fill. Hydraulic fill is to be used only
in stability berms, pit fills, and seepage berns.
Hydraulic fill will normally not be used in
construction for |evee enbankment. |In addition to
requiring a large levee footprint, the | evee
enbankment constructed by hydraulic fill is
susceptible to soil liquefaction, and excessive
seepage. Hydraulic fill also erodes quickly in a

situation where a levee is overtopped or where an
i mpervi ous covering is penetrated. See the
appropriate Engineering Manuals for further guidance.

Tie this back to Section 01 45 00.00 1001 45 00.00 20
01 45 00.00 40 QUALITY CONTRCL requirenent for

i nspection and validation of CQC | aboratories by the
government.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Place fill shown on the drawings as hydraulic fill by hydraulic nethods in
accordance with the plan of operations approved by the Contracting
Oficer. Thirty (30) days prior to commencenent of haul road construction
or placing enbanknent and backfill, whichever is earlier, submt for
approval a Plan of Operations for acconplishing all enbanknent and backfil
construction and for the location and construction of haul roads. This
pl an must include, but not be linmted to, the proposed sequence of
construction for enmbankment and backfill items, and met hods and types of
equi prrent to be utilized for all enbankment and backfill operations,
including transporting, placing, and conpaction. This plan nust al so

i nclude the nanmes and addresses of the [commercial testing | abs]
[engineering firns] which will performthe soil testing and inspection and
describe how all required soils testing will be performed. The dredged
material nust have, as placed, not less than [ ] percent by weight

passing U.S. Standard Sieve No. [__ ] and not less than [__ ] percent
by wei ght passing a U.S. Standard Sieve No. [ ].

1[2.3 MANUFACTURED PRODUCTS

NOTE: Add applicabl e requirenents.

L1

I 2.4 GROUTS AND DENTAL CONCRETE
Provide grouts and dental concrete as specified in concrete Section [ ]
CONCRETE, except that the slunp nust be [ ] mminches for denta
concrete.

I 2.5 STABILIZERS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Add applicabl e requirenents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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Il

2.6 INSTRUMENTATION

[2.6.1 Pi ezoneters and Cbservation Wlls

Il

Il

Install piezoneters and observation wells as shown.

2.6.2 Settl ement Markers and Survey Mnunents

Install survey monuments and settlement narkers as shown.
2.6.3 Settl ement Gages

Provi de settl enent gages as shown.

]1PART 3 EXECUTI ON

3.

3.

1 CONSTRUCTION
1.1 Li nes and G ades

Construct enbankment and backfill to the |ines, grades, and cross sections
i ndi cated on the draw ngs, unless otherwi se directed by the Contracting
Oficer. The Governnent reserves the right to increase or decrease the
foundati on wi dt hs and enbanknent slopes or to nmake such other changes in

t he enmbanknment or backfill sections as may be deened necessary to produce a
safe structure. Changes in quantities resulting fromsuch revisions wll
not constitute justification for change in contract unit prices, except as
provided for in FAR 52.211-18 Variation in Estimted Quantities C ause.

I ncreases in height of section, nmade to conpensate for settlenent or
consolidation of the enbanknent material subsequent to the conpletion of

the enmbanknment, will not exceed [ ] percent of the height above the
foundation at the levee centerline indicated. Provide end slopes and side
sl opes of partial fill sections no steeper than [one vertical on [__ ]

hori zontal] [, unless otherw se shown on the draw ngs].

.1.2 Conduct of the Work

Mai ntain and protect the enbanknment and backfill in a satisfactory
condition at all times until final conpletion and acceptance of all work
under the Contract.[ |If, in the opinion of the Contracting Oficer, the
haul i ng equi pnent causes horizontal shear planes or slicken sides, rutting,
quaki ng, heaving, cracking, or excessive deformation of the enbanknent or

backfill, Iimt the type, |oad, or travel speed of the hauling equi pmrent on
t he embanknment or backfill.] The Contractor nay be required to renove, at
no additional paynent, any enbanknent material placed outside of prescribed
slope lines. Replace approved enmbankment or backfill material which is
lost in transit or rendered unsuitable after being placed in the enbanknent
or backfill and before final acceptance of the work in a satisfactory
manner and no additional paynent will be nade therefore.

Excavate and renove fromthe enbankment or backfill any material which is
unsatisfactory, dispose of such material, and refill the excavated area as

directed, all at no cost to the Governnent.

.2 CLEARING

Acconplish clearing within the [linmts][construction linits showm on the
drawi ngs] of existing ground to receive enbanknent [and structures],
together with strips [1.5] [ ] nmeters [5] | ] feet w de, beyond and
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contiguous thereto, existing |levees to be degraded, ponding areas, ditches,
structures, traverses, channels, riprap, revetnment, borrow areas and

ranps. Clear trees, downed tinber, snags, slash, brush, garbage, trash
debris, fencing and other items [[__ ] mminches above] [flush with] the
exi sting ground surface. Protect trees and vegetation designated to be

|l eft standing or to remain fromdanmage from construction operations. Limt
clearing of borrow areas to the mninmumarea required for construction
operations.

.3 GRUBBING

Acconplish grubbing within the [Iimts][construction [imts shown on the
drawi ngs] of existing ground to receive enbanknent [and structures],
together with strips [1.5] [__ ] meters [5] | ] feet w de, beyond and
contiguous thereto, existing |l evees to be degraded, ponding areas, ditches,
structures, traverses, channels, riprap, revetnment, borrow areas and

ranps. Acconplish grubbing to a depth of at least [1] [__
[ ] feet below the existing ground surface. Fill holes caused by
grubbi ng operations and renoval of pipes and drains, excluding holes in
borrow areas, channels and ditches [above required grade], with
satisfactory material as specified in paragraph [___ ]. Place material in
[ ] mminch layers to the el evation of the adjacent ground surface and
each layer conpacted to a density at |least equal to that of the adjoining
undi sturbed material .

.4 STRIPPING

The entire area within the [limts][construction Iimts shown on the
drawi ngs] of existing ground to receive enbanknent and structures, together
with strips [1.5] [__ ] meters [5] | ] feet w de, beyond and
contiguous thereto, existing |l evees to be degraded, ponding areas, and
ditches [shown on the drawi ng nust be stripped to renove crops, weeds,
grass, and other vegetative materials to the ground surface [and topsoil to
a depth of [ ] mminches]].

.5 DI SPCSI TI ON CF CLEARED, GRUBBED, AND STRI PPED MATERI AL

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Del ete undesirable options for Disposition of

Cl eared, G ubbed, and Stripped Materials.

*% *% *% *% *% *% *% * *%%

Except as otherw se specified or indicated on the draw ngs, dispose all
materials resulting fromclearing and grubbing operations at the
Contractor's option, by w ndrowi ng or stockpiling within construction
limts, burying within construction limts, burning, chipping, renoval from
the site, or a conbination thereof. Do not bury or place any naterial
resulting fromclearing and grubbing operations within the | evee foundation
or any structural foundation. Make a reasonable effort to channel
merchantabl e material into the conmercial market and to make beneficial use
of the materials resulting fromclearing and grubbing. [Tenporarily
stockpile the topsoil material resulting fromthe stripping operations
within the rights-of-way.]

.5.1 Windrows
Pl ace cl eared, grubbed and stripped material [as shown on the draw ngs] in

a neat windrow or in piles with tree linbs trinmed sufficiently to make the
wi ndrow as snmall as practicable. Do not extend cleared, grubbed or
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stripped naterial beyond the construction limts.
.5.2 Burning

Subj ect to applicable Federal, State and |ocal burning restrictions, the
Contractor may burn material within the contract rights-of-way. Conduct
burni ng operations to prevent danage to adjacent nman-nade facilities and
natural features. The Contractor is responsible for any danage to life and
property resulting fromfires that are started by the Contractor's

enpl oyees or as a result of the Contractor's operations. Furnish, at the
site of burning operations, adequate fire fighting equipnent to properly
equi p personnel for fighting fires. GQuard fires at all tinmes and provide
constant surveillance until they have been extingui shed. Renove al
unburned material (material not reduced to ash) fromthe site or dispose of

.5.3 Burying

Subj ect to applicable Federal, State and |ocal burying restrictions, the
Contractor may bury the cleared and grubbed naterial in the area(s) as
shown on the drawings or in [___ ]. Do not bury material within [__ ]
meters feet of any standing tinmber. Cover all buried material with a

m ni mum of | ] mminches of earth.

.5.4 Chipping

Al cut tinmber, down tinber, dead tinber, branches, and brush may be

chi pped. Haul the chips to stockpiles indicated on the drawings or to
other |ocations approved by the Contracting Officer or renove fromsite of
work. Deposit chips in these areas in piles or windrows [above] [bel ow
el evation | ] NGVD.

.5.5 Renoval from Site of Wrk

The Contractor may elect to renpbve all or part of the cleared and grubbed
materials fromthe site of the work[ in accordance with Section 01 57 19
TEMPORARY ENVI RONVENTAL CONTROLS]. The Contractor nmay opt either to retain
any such materials of value or dispose of themby sale or otherw se. The
Government is not responsible for the protection and saf ekeepi ng of any
materials retained by the Contractor. [Materials resulting fromthe
clearing and grubbi ng operations nust be renpbved fromthe site [weekly]
[monthly].][ Renobve such materials fromthe site of the work before the
date of conpletion of the work.]

.6 REMOVAL OR PLUGGE NG OF ABANDONED PI PE AND CONDUI TS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The terns and conditions in any pernits and
environnental commitnents obtained by the Governnent
nmust be nade a part of the contract. The designer
nmust include technical requirements necessary to
conply with these ternms and conmitnents.

*% *% *% *% *% *% *% *% *% *% *% *%%

Renove abandoned pi pes and conduits to the limts shown on the draw ngs or

abandon in place by grouting or filling with concrete as shown on the plans
a mninmumdistance of [__ ] meters feet from[__ ]. Prior to plugging

clean the interior of the pipe to be plugged and place the concrete in such
a manner as to insure a dense, well bonded pl ug.
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3.

7 SHORI NG, SHEETI NG AND BRACI NG

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhhkhhkhkkkkkkkkkk

NOTE: Add applicable mnimumrequirenents for the
shoring, sheeting and braci ng pl an based upon site
specific conditions.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

Subnmit a detailed shoring, sheeting and bracing plan [__ ] days prior to
the begi nning of any excavation so supported. The plan for shoring,
sheeting and bracing will be prepared and certified by |icensed

prof essi onal engineer, registered in[__ ]. Al shoring nust be designed
so that it is effective to the bottom of the excavation, and nust be based
upon cal cul ati on of pressures exerted by the earthen materials to be
retained, including the condition and nature of those naterials as well as
any surcharge |oads inparted to the excavation by sl opes, equipnent,
traffic, or stored materials. Include in the plan draw ngs and design
conput ati ons of the proposed shoring, sheeting, and bracing, and
docunent ati on, showi ng details of the coordination and approval of shoring,
sheeting, and bracing by the applicable parties. Cbtain approval of the

detailed plan fromthe Contracting Oficer prior to starting the work. If
necessary, nodify the plan as required to neet field conditions, and the
nmodi fi cations nmust be approved prior to use. |Install shoring, sheeting,

and bracing where required for the protection of existing natural features
and man-made facilities, for the safety of workers and the public, in
conpliance with EM 385-1-1, and to insure the integrity of the enmbankment.
Design, furnish and install sheet piling, cribbing, bul kheads, bracing,
shores or whatever neans that nay be necessary to support earthen materia
carrying structures and other inprovenents, and naintain such piling,

cri bbing, bul kheads, bracing, shores in position until they are no | onger
needed. Do not use shoring, sheeting and bracing in lieu of the required
excavation slopes. Design and properly install shoring, sheeting, and
bracing to withstand anticipated | oads. Renove all shoring, sheeting and
braci ng as enbanknent and backfill operations progress so that the backfil
is placed directly agai nst the undi sturbed excavation face. Shoring deened
necessary by the Contracting Officer nust remain in place during the
backfill operations. Renove shoring in such a manner as not to disturb or
damage the conpl eted work or any adjacent property. |If any problens are
encountered during excavation, stop excavation operation and notify the
Contracting Oficer.

. 8 DEWATERI NG AND DI VERSI ON

Accompl i sh surface and groundwater control in coordination with the

requi red excavati on and enbanknent construction. Surface and/or
groundwat er control may necessitate the use of tenporary diversion ditches,
cofferdans and/or dewatering by the use of punping. Methods for care of
surface water and for controlling the surface and groundwater |evels wll
be subject to approval of the Contracting Officer. Borrow pits nust be
drai ned and kept dry during excavation, as excavation will not be pernitted
in water nor will excavated naterial be scraped, dragged or otherw se noved
through water. Drain borrow areas by ditching, sunp punping, or other
approved nethods. Drain borrow areas excavated under this contract and

fl ooded fromrains or high river stages and allow to dry as quickly as
practicable after the high river stage has passed.

M ni m ze surface runoff fromentering the work areas. Conplete the
necessary ditching or earthwork shaping at the end of each workday or as
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necessary to prevent surface runoff fromentering the work area. Drain
excess precipitation that collects in the work areas and allow to dry as
qui ckly as practicable before work resunes.

3.9 EXCAVATION

Excavation will consist of renoval of material in preparing the foundations
to the lines and grades shown on the draw ngs, renoval of material from
ditches and channels to the lines and grades shown on the draw ngs, renoval
of objectionable materials and obtaining required fill materials fromthe
borrow areas.[ Blasting will [not] be pernmitted.] Over excavation wll be
backfilled to grade with satisfactory material and conpacted to a density
of at least that of the surrounding material. Backfill and conpact
excavation beyond the |ines shown on the plans in accordance w th adjacent
materials as directed.

[3.9.1 I nspection Trench

Excavate an inspection trench and naintain free of standing water to the

di mensi ons and | ocati ons shown on the drawi ngs or as indicated by the
Contracting Oficer. Excavate the trench at least [__ ] meters feet in
advance of but not nore than [__ ] meters feet in advance of

construction. Wen the inspection trench excavation is conplete, notify
the Contracting Oficer's representative in order to exani ne the foundation
stratigraphy in the side walls and bottom of the inspection trench

13.9.2 Structures

Provi de excavations for structures conforning to the dinensions and

el evations indicated for each structure and footing, except as specified
hereinafter, and include trenching for utility and foundation drai nage
systens to a point [ ] meters feet beyond each structure and all work
incidental thereto[ except where the concrete for walls and footings is
authorized to be deposited directly agai nst excavated surfaces].

Excavation nust extend a sufficient distance fromwalls and footings to
all ow for placing and renoval of fornms. Replace satisfactory materia
renoved bel ow the depths indicated without specific direction of the
Contracting Officer at no additional cost to the Government and fill in
accordance with paragraph OVER EXCAVATI ON above.[ Backfill over excavation
bel ow required invert elevations or bottons of footings with concrete at no
additional cost to the Government. Do not construct footings on
unsatisfactory naterial as determned by the Contracting Oficer.] [ Renove
and repl ace excessively wet and/or soft material in subgrades resulting
fromwater ponding in footing excavations with [l ean concrete]
[satisfactory material conpacted to the density of the surrounding

undi sturbed material]].

3.9.3 Channels

Excavat e channels at the locations and to the lines and grades shown on the
drawi ngs and in accordance wi th paragraph TOLERANCES

3.9.4 Ditches

Excavate drai nage ditches at the locations and to the |ines and grades
shown on the draw ngs and in accordance w th paragraph TOLERANCES
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3.

9.5 Sl opes and Surchar ges

Tenmporary excavation slopes for any channel, structure excavation, or other
requi red excavati on nust not be steeper than the specified finished slope
or the specified construction slope, as applicable, are not acceptable and
are subject to the approval of the Contracting Oficer. Bench the
tenmporary slope so that the average slope is not steeper than the specified
slope. |In addition, do not surcharge tenporary, permanent, or construction
sl ope with excavated or stockpiled material or with heavy construction

equi prrent whi ch woul d have the same effect as the surcharge material.

Mai ntain the toe of stockpiled material a m ni num di stance back fromthe
top of the finished excavation equal to the depth of the excavation.

Det erm ne the nmaxi mum hei ght of such stockpile without causing instability
of the excavation sl ope.

.9.6 Borr ow Areas

Subnmit a witten statenent to the Government not later than [
after receipt of Notice to Proceed indicating the Contractor's intention to
use the specified CGovernnent-furni shed borrow area(s), Contractor-furnished
borrow area(s), dredged borrow areas, or a conbination of these borrow
areas.

.9.6.1 Government-Furnished

Excavate borrow areas to the extent necessary to obtain satisfactory
material within the lines and grades as shown on the draw ngs. Wen the
mat eri al necessary for the construction of the enmbankment and berns cannot
be obtained from adjacent borrow areas, obtain it from ot her

Gover nment - f ur ni shed borrow areas. [ The perm ssible depth(s) in the borrow
areas are indicated on the drawings.] Backfill any excavation bel ow the
dept hs and sl opes specified herein or shown on the drawi ngs, at the
Contractor's expense, to the specified perm ssible excavation line, with
satisfactory [material (s)] [cohesive material] [or] [other material] as
specified by the Contracting Officer to a density of at |east that of the
surrounding material. Drain borrow areas and keep dry during excavation.
In so far as is practicable, do not renove unsatisfactory materials in
borrow areas unless otherw se directed by the Contracting O ficer.

.9.6.2 Contractor-Furnished

Proposed borrow areas will be subject to approval by the Contracting
Oficer. Any borrow sources proposed, accepted and approved by the
Contracting Oficer nust neet all applicable Federal, State and | ocal
requirenents including witten evidence to the Contracting Oficer that the
Contractor has obtained property rights and access to the material therein.
[ Proposed sources located within [ ] nmeters feet landward and [ ]
meters feet riverward of the | evee between Stations [
will not be permtted.] No paynment will be made for Contractor-furnished
borrow areas.

.9.6.3 Dredged

Dr edgi ng operations may be conducted to obtain naterial for the pervious
zones or the random zones subject to the requirenents and the conditions
specified herein. Dredging operations may be conducted at approved

|l ocations in the present streambed of [__ ] or as shown on the
drawi ngs. Dredging operations will not be permitted within [__
feet of the levee centerline and no material will be obtained within |
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meters feet of any revetnent, stabilized channel |ine, bridge pier and/or
abutment.

.9.7 Cut-Of Trenches

Excavate and maintain cutoff trench free of standing water to the
di mensi ons and | ocati ons shown on the drawi ngs. Excavate the trench at

least [__ ] meters feet in advance of but not nore than [__ ] nmeters
feet of construction.

.9.8 Exi sting Levees and Spoil Banks

Renove existing | evees and spoil banks as shown on the drawings. |n areas

where the existing levee is located within the random or berm zone of the
| evee, incorporate it into the enbanknment. Renpve portions of existing
embanknents which lie within the inpervious zone of the levee. Uilize
existing | evees located within the rights-of-way | andward of the | evee and
berns to be constructed, as borrow material, but only after equa
protection has been provided by construction of the new | evee. Wen
excavated for borrow material, renove the existing | evee to the adjacent
ground surface in a uniform manner, and shape to maintain drainage in
accordance with the adjacent natural drainage pattern. [ Wen | ower |evels
of flood protection would be caused by | evee construction provide the
Contracting Officer a plan to maintain existing levels of protection during
the construction period.]

.9.9 Toe Drains

Excavate toe drains to the di nensions and the | ocations indicated on the
drawings.

.9.10 Utilities

Shape excavations for pipe beds to fit the contour of the pipe over a width
of not less than 0.6 of the pipe diameter, or as shown on the draw ngs.

.9.11 Rock

Cl ean rock and other hard foundation materials of |oose debris and cut to a
firmsurface, either |level, stepped, or serrated, as shown on the

drawi ngs. Renove | oose disintegrated rock and thin strata. Rock
excavation will not be nmeasured for paynent.[ Rock excavation will not be
paid for as a separate bid item]

.9.12 Ri prap and Beddi ng

Per f orm excavations for riprap and bedding at the locations and to the
Iines and grades shown.

.10 TOLERANCES

Allow a tolerance of [__ ] mminches above or bel ow the prescribed grade
in the excavation for channels, ditches, inspection trenches, cutoff
trenches, excavations for riprap and beddi ng, and nmandatory borrow areas.
Allow a tolerance of [ ] mminches bel ow the prescribed grade in the
excavation for all other borrow areas.

Construct all enbankments and backfills to the grades, lines, and
cross-sections shown on the drawings. At all points a tol erance of [100]
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[ ] nm[4] [ ] inches above or below the prescribed grade will be
permitted in the final dressing, provided that any excess material is so
distributed that the crown of the |l evee drains and that there are no abrupt
hunps or depressions in any surfaces. For topsoil, a tolerance of [__ ]
mm i nches above the thickness as shown on the drawings will be permtted

11 SLIDES

In case sliding or slope failure occurs in any part of the excavations
prescribed in this section after they have been excavated, but prior to
final acceptance of all work under the contract, repair the slide as
directed by the Contracting Oficer. 1In case the slide is caused through
the fault or negligence of the Contractor, repair at no cost to the
Government.

.12 TRAVERSES

Leave traverses unexcavated between borrow areas at the locations [and to
the cross sections] shown on the drawings. [ Provide traverses with m ni mum
top widths of [__ ] meters feet with side slopes no steeper than 1 on 3
or as shown on the draw ngs.]

.13 STOCKPILES

Provi si ons of paragraph SLOPES AND SURCHARGES are applicable to all
stockpiled materials. Upon conpletion of construction operations, renove
and di spose of all remrmaining stockpiled material by the di sposal nethods
specified in paragraph DI SPCSI TI ON OF EXCAVATED MATERI ALS

.14 SURFACE DRAI NAGE OF COVPLETED AREAS

Grade the areas shown on the draw ngs designated as "CGRADE FOR SURFACE

DRAI NAGE", the borrow areas, and the finished enbanknent areas to the lines
and grades shown on the drawi ngs. Provide surface that is free fromsharp
ridges, gullies, potholes, sinkholes, and any other surface

irregularities. A tolerance of [__ ] mminches above or bel ow the
prescribed grade will be allowed provided that the surface drains in the
direction as indicated on the draw ngs.

.15 MAI NTENANCE OF WORK

.15.1 Debri s Renoval

Maintain all ditch and channel excavations free froml eaves, brush, sticks,
trash, and other debris until final acceptance of all work under the
contract at no additional cost to the Governnent.

.15.2 Sedi ment Renoval

Prior to final acceptance of all work under this contract, renmove sedinents
fromditch or channel excavations to restore design grade and section at no
additional cost to the Governnent.

.16 DI SPCSI TI ON OF EXCAVATED MATERI ALS

.16.1 Satisfactory Materials

I ncorporate satisfactory excavated material in the appropriate zones of the

enbanknment. Provide satisfactory material consisting of material as
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defined in paragraph DEFI NI TI ONS, subparagraph SATI SFACTORY MATERI ALS
When direct placenment is not practicable, satisfactory material fromthe
excavation [may] [rnust] be stockpiled for subsequent use in parts of the
work for which it is specified herein and/or as indicated on the draw ngs.
Di spose satisfactory materials in excess of the quantity necessary to
construct backfills and enbanknents as specified for unsatisfactory
materials.

.16.2 Unsatisfactory Materials

Unsatisfactory materials will be as defined in paragraph DEFI NI TI ONS
subpar agr aph UNSATI SFACTORY MATERI ALS. Pernanently di spose unsatisfactory
materials fromthe excavations prescribed in this section by [renoval from
the site to a Contractor-furnished di sposal area] [placing in the disposa
area shown on the drawi ngs] [placing in abandoned portions of the borrow
areas]. [ Shape the material so that its surface is free from abrupt
changes in grade and slope to drain.] [ No additional paynment will be nmade
for [Contractor-furni shed di sposal areas] [placing in abandoned portions of
the borrow areas].] [ Shape the naterial so that its surface is free from
abrupt changes in grade and slope to drain.] [ No additional paynent will
be made for Contractor-furnished di sposal areas.]

.17 PREPARATI ON OF FOUNDATI ON, PARTI AL FILL SURFACES AND ABUTMENTS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If Section 31 60 00 FOUNDATI ON PREPARATI ON i s
to be used, the followi ng sections nay be deleted or
nodi fi ed as appropriate.

*% *% *% *% *% *% *% *% *% *% *%%

L17.1 Earth

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Modify and or add to this paragraph to be
conpati ble with the enbanknent construction
procedures. |f unconpacted or sem conpacted fill is
being utilized major nodifications nmay be required.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

After excavation (as described in paragraph EXCAVATI ON) or stripping (as
described i n paragraph CLEARI NG, GRUBBI NG AND STRI PPI NG of the enbanknent
foundation [and excavation of the [cut-off trench][inspection trench]] to
the extent indicated or otherw se required, break down the sides of stunp
hol es, test pits, and other sinilar cavities or depressions to flatten out
the slopes, and scarify the sides of the cut or hole to provide bond
between the foundation material and the fill. [ Scarify the slopes and
bottom of the cut-off trench as directed.] Performall scarifying and
breaki ng of ground surface parallel to the centerline of the levee. Unless
otherwi se directed, fill each depression with the sane material type that
is to be placed i medi ately above the foundati on. place the fill in

| ayers, mpistened, and conpacted in accordance with the applicable
provi si ons of paragraphs PLACEMENT, MJ STURE CONTROL, and COWMPACTI ON for
the specific material type. Conpact materials which cannot be conpacted by
rol |l er equi pnent because of inadequate clearances with power tanpers in
accordance with the paragraph COVMPACTION for the specific material type.

After filling of depressions [and cut-off trench] and imediately prior to

pl acenment of conpacted fill in any section of the enmbankment, thoroughly
| oosen the foundation of such section by scarifying, plow ng, discing or
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harrowing to a minimumdepth of [ 1[150] m"m{ ][ 6] inches, and

adj ust the nmoisture content to the anount specified in paragraph MJ STURE
CONTROL for the appropriate type of nmaterial. [ After renmoval of roots or
other debris turned up in the process of |oosening, compact the entire
surface of the enmbanknent foundation area by | ] conpl ete coverages of

the conpaction equi pnent as specified for the appropriate type of fill.]
I medi ately prior to placenent of conpacted fill on or against the surfaces
of any partial fill section, renove all soft or |oose mterial, al

mat eri al containing cracks or gullies, and all material that does not
conformwith the specified zoning of the embanknment. Loosen the remaining
surface of the partial fill by scarifying, plow ng, discing or harrowing to
a mnimmdepth of [ ] [150] nm|[__ ] [6] inches, and adjust the

nmoi sture content as specified in paragraph MJ STURE CONTROL for the

appropriate type of material. Conpact the surface of the partial fil
section upon which fill is to be placed as specified for the appropriate
type of fill. No separate paynment will be made for |oosening and rolling

the foundation area, the abutnent area, or the surfaces of partial fil
sections, but the entire cost thereof will be included in the applicable
contract price for fill.

3.17.2 Rock Foundati on

Excavate all rock surfaces upon which or against which enbankment materials
are to be placed (as described in paragraph EXCAVATION) or strip (as
described i n paragraph CLEARI NG GRUBBI NG AND STRI PPI NG) .

Prior to the placenent of enmbankment material upon or against a rock
surface, fill all open joints and cracks in that surface with nortar to the
depths cleaned. Fill those portions of such rock surfaces where, in the
opi nion of the Contracting O ficer, the conpaction of the enbanknent

mat eri al s cannot be acconplished satisfactorily with power tanpers or other
speci fied conpaction equiprment, with nortar or concrete as directed to the
extent necessary to permit satisfactory use of the conpaction equi prment.

Do not leave a thin coat of nortar on snooth, intact rock surfaces[ as
shown on Drawing No. Foundati on Preparation and Treatnent]. Renobve

| arge rock overhangs and protrusions and |ay back rock surfaces to a sl ope

no steeper than 4V on 1H by the use of pre-splitting or line drilling
techniques in such a manner as to nininize danage to the underlying rock
or fill the spaces beneath overhangs and around protrusions with tanped

concrete so that satisfactory conpaction of enbanknent materials can be
acconpl i shed. Rock surfaces nmust not be nore than 0.67 m2 feet in height,
and provi de benches of sufficient width as necessary so that the average

sl ope of any rock face is not steeper than [ | ]H  Mortar
and concrete, including form ng as necessary, nust conformw th the
appl i cabl e provisions of Section [03 30 53 M SCELLANEQUS CAST-1 N- PLACE
CONCRETE] [

3.17.3 [Benching

Benching into existing | evee enbankment and abutnents is required in order
to place and conpact the material in horizontal layers. The vertical face
cut into the existing enmbanknment or abutnent resulting fromthe benching
operation nmust be a mnimum of [ ] mminches in height but can not
exceed [

] mminches in height.]

3.17. 4 [Preloading

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk

NOTE: |Insert applicable |anguage for preloading as
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3.

required. ldentify the extent of the area over

whi ch preloading will be required by designating the
stationing along the centerline of the |evee.
Indicate the Iength of time the preload will be [eft
in place or define the settlenment conditions which
nmust occur before construction in the prel oaded area
can proceed. Address whether or not the prel oad
embanknment will become part of the pernanent |evee.

kkkkkkkkkkkkkkkkkkkkkkkkkkhkkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkkkkkx *k%

Prel oadi ng of the | evee foundation will be required between Station [ ]
and Station [ ]. The preload enbanknment will be constructed to the
cross section shown on the drawi ngs for the applicable location. No
additional construction is pernmtted after conpletion of the construction
of the preload enbankment in the prel oaded areas [for [ ] days] [unti
the required settlenment has occurred]].

.17.5 [Settlenment of Foundation

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkhkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Modify the follow ng as necessary for
determ ning foundation settlement, which may be
achieved by installing settlement gages.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The Contractor [rmust] [may elect to] furnish and install settlenent gages
at the settlenment neasurenent |ocations shown on the plans, for
determination of settlement of the foundation during construction w thin
the settl ement neasurenent ranges shown on the drawi ngs. [ Locate each
settl enent neasurenent | ocation on the prepared foundation at a point
directly under the crown of the planned | evee section prior to placing of
fill material. Level gage beds by renoving the mini num anount of earth
necessary to produce an even foundation and in such manner that the density
of gage beds will remain at the sane density as the undi sturbed adjacent
ground. Leveling of gage beds by the addition of fill will not be
permtted. Mintain gages and extend, if necessary, during the
construction. The type and arrangenent of the gages are as shown on the
drawi ngs. Mke such nmeasurements and deternine such el evati ons on the
gages prior to the placing of fill material and again within 72 hours [or

I onger] after final cross sections have been taken over the conpleted
enbanknent at the locations of the gages.] [ Performa cross section at the
settlenent neasurenent |ocation prior to the placing of fill material to
establish the el evation of the foundation/enbanknent interface.]

Settl ement nmeasurenments will be [verified] [subject to verification] by the
Contracting Oficer.]

18 TEST FILL STRIPS

NOTE: Test strips are needed when the vol ume of the
project is large, the conpaction requirement will be
obt ai ned by specifying the type of conpaction

equi pnment and the nunber of passes on each |ift

(i.e. a method or procedure specification is being
utilized) and there is not sufficient information on
t he conpaction characteristics of the proposed fill
material s and equi pnent to be used for the project.
On projects where the | evees are snall (no greater
than 5 neters 15 feet high) and on | evee raising
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projects where fill placement zones are narrow (3.3
neters (10 feet), sone of the |arger conpaction

equi prent specified herein (such as 50-ton rubber
tired roller and sone tanping rollers) are not
appropriate. Consistently Contractors propose using
smal | er equi pnment with shorter tanping feet. Test
fills, therefore, may al so be an appropriate neans
of eval uating performance and setting placenent and
conpaction criteria to assure satisfactory result.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

3.18.1 [General

Bef ore begi nni ng enbanknment construction, construct test strip(s) for
[ ] fill materials to denonstrate that the equi pment and conpaction
procedure will achieve the noisture density relationship as specified. The
test strips may be incorporated as part of the final enbanknent, if the
fills nmeet the requirenments of the specifications. Construct the test
strips using materials fromthe borrow sources whi ch have been approved by
the Contracting Officer. Performa test strip for each of the follow ng

type of fill materials [__ ]. Each test strip shall be of sufficient
size to all ow conpaction equi pnent to achi eve normal operating speed over a
[ ] [17] meter [__ ] [50] foot length. The test strip nust be a

m ni mum of two (2) tinmes wider than the conpaction equi pnent. Construct
each test strip with a mninumof 4 lifts. Prior to the construction of
the test strips, proof roll the foundation (subgrade) as specified in
paragraph [ ] and install [a][an] 200 mm 8 inch thick subbase | ayer
Provi de a subbase | ayer consisting of the sane material to be used in the
test strip and spread and conpact to the same requirenents. Construct the
test strips in accordance with the applicabl e provisions of paragraphs
PLACEMENT, MO STURE CONTRCOL, and COVPACTI ON for the specific material

type. Place and spread the fill material in layers in accordance with the
appl i cabl e provi sions of paragraphs PLACEMENT AND SPREADI NG for the
specific material type. Conpact each layer of the fill with a m ni mum of

four (4) conplete coverages using the specified conpaction equi pnent, and
as many additional coverages as may be required to achieve the specified
density. Even if the results fromthe test strips show that the required
densities can be obtained with |l ess than four coverages by the compaction
equi prent, conpaction of the inpervious and random fills with a nini mum of
(4) conplete coverages is still required. |If the use of the proposed
conpacti on equi pnment causes shearing of the fill, lamnations in the fill,
or results in inadequate conpaction, the Contracting Oficer may direct
that such roller be renmoved fromthe fill and that another appropriate
tanmping roller be used.]

3.18.2 Testing and Reporting Requirements for Test Strips

Prior to construction of the test strips, perform[__ ] laboratory
conpaction test[s] for each type of material used in test strips. Perform
conpaction tests in accordance with the requirements specified in paragraph
MATERI ALS TESTING  Submit test results to the Contracting Oficer before
construction of the test strips. After placenent and spreading of the fil
in the test strip, but prior to conpaction, obtain five sanples from each
lift for noisture content determ nation in accordance with ASTM D2216. Use
nucl ear density testing equi pnent in accordance with ASTM D6938. In
addition, the follow ng condition applies:

a. Prior to using the nuclear density testing equi pment on the site,
submit to the Contracting Officer a certification that the operator has
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conpl eted a training course approved by the nuclear density testing
equi prent manufacturer[, the nost recent data sheet fromthe

manuf acturer's calibration, and a copy of the nost recent statistical
check of the standard count precision

b. Provide nuclear density testing equi pnent capabl e of extending a probe
a mnimumof 150 nm 6 i nches down into a hole.]

After conpaction of the fill, performa nmnimumof [__ ] [5] in-place
nucl ear density and noisture content tests (in accordance with ASTM D6938)
and one (1) sand cone density test (in accordance with ASTM D1556/ D1556N)
on each lift. (Qobtain one sanple fromeach test strip for classification
testing as specified in paragraph MATERI ALS TESTING Al testing and
sampling locations will be determ ned by the Contracting Officer. The
Contractor's QC personnel will nonitor and document construction and
testing of the test strips. Docunentation nmust include weather conditions,
soil type, spreading and conpaction equi pnment type, lift thickness, nunber
of coverages, noisture content, dry density, and a plan show ng approxi mate
| ocation of sanpling and testing. Provide docunentation of the test strip
construction procedures and results of all testing to the Contracting
Oficer. Do not commence full scal e enbanknent construction until the

equi prrent and pl acenent nethods are approved by the Contracting Oficer

.19 PLACEMENT AND SPREADI NG
.19.1 General

[Prior to beginning enbanknent placenent on the | evee foundation, notify
the Governnment that the foundation is ready to receive fill.] [ Do not
place fill on any part of the enbanknent foundation until such areas have
been inspected and given final approval in witing by the Contracting
Officer.]

.19.1.1 Gradation and Distribution

The gradation and distribution of materials throughout each zone of the

| evee nmust be such that the enbanknent will be free fromlenses, pockets,
streaks, and layers of material differing substantially in texture or
gradation from surrounding material of the sane class. |If |enses, pockets,
or layers of materials differing substantially in texture or gradation from
surrounding material occur in the spread material, mx the |ayer by
harrowi ng or any other approved nmethod to blend the naterials. During the
pl aci ng and spreadi ng process, nmaintain at all times a force of workers
adequate to renove all roots, debris, and oversize stone from al

embanknent materials. Renove all stones and rock fragnents |arger than
[2/3 of the placement lift thickness measured by the greatest dinension] [
75 mm 3 inches in any dinension] [at the source prior to hauling to] [froni
the fill. Do not place fill upon a frozen surface, nor incorporate snow,
ice, or frozen earth in the enbanknent.

.19.1.2 Foundations and Partial Enbankment Fills

Keep the foundations and all partial enbanknent receiving fills thoroughly
drained. Placing operations will be such as to avoid mxing of materials
from adj acent sections as nuch as practicable.

.19.1.3 Equi prent Traffic

Rout e equi pnment traffic on any enbankment zone to distribute the conpactive
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effort as nuch as practicable. Ruts forned in the surface of any |ayer of
spread material will be filled before that material is conpacted. If, in
the opinion of the Contracting officer, the conpacted surface of any |ayer
of material is too smooth to bond properly with the succeedi ng | ayer,

| oosen the surface by scarifying or other approved nethods before materia
fromthe succeeding |layer is placed.

3.19.2 Pl acenent on Surfaces Containing Frozen Materials

Do not place enbankment on a foundation which contains frozen material, [or
whi ch has been subjected to freeze-thaw action]. This prohibition
enconpasses all foundation types, including the natural ground, al

prepared subgrades (whether in an excavation or on an enbankment, and all

| ayers of previously placed and conpacted earth fill which becone the
foundations for successive layers of earth fill. Renove all nmaterial that
freezes or has been subjected to freeze-thaw action during the construction
wor k, or during periods of tenporary shutdowns, such as, but not limted to
ni ghts, holidays, weekends, or w nter shutdowns of earthwork operations, to
a depth that is acceptable to the Contracting Oficer and replace with new

material. Alternatively, thaw, dry, rework and reconpact the material to
the specified criteria before placing additional material. The Contracting
Oficer will determ ne when placenent of fill nust cease due to cold

weat her. The Contracting O ficer may elect to use average daily air
tenperatures, and/or physical observation of the soils for the

determ nation. Levee enbankment material nmust not contain frozen clunps of
soil, snow or ice

3.19.3 Pl acenent of Enbankment and Backfill Agai nst Rock

Clean all rock surfaces upon which or against which enbanknent naterials
are to be placed in accordance w th paragraph PREPARATI ON OF FOUNDATI ON
PARTI AL FI LL SURFACES AND ABUTMENTS, subparagraph ROCK. In restricted
areas where material can not be placed in large lifts with normal spreading
and conpaction equi pnent, spread material in lifts not exceeding [__
i nches and conpact with nechanical hand tanpers, vibrating plates, or other
approved net hods and equi pnent.

3.19.4 Pl acenent of Enbanknment and Backfill Agai nst Structures

Do not place enmbankment or backfill on or against concrete |ess than
[14][7] days after placenment or 70 percent of the design strength, without
prior approval of the Contracting Oficer. Do not use craw er-type
tractors, vibratory equi pment and other simlar conpaction equi pment within
[ ] [1] neter [ ] [4] feet of any conpleted or partially conpl eted
structure. Acconplish conmpaction within [__ ] [1] meter [__ ] [4] feet
of conpleted or partially conpleted structures by the use of nechanica
hand tanpers, vibrating plates, or other approved nmet hods and equi pnent.
Ensure that conpaction operations do not danmage any existing utilities.

Any danmage caused by the Contractor's operation nust be repaired at the
Contractor's expense.

3.19.5 Select Fill

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: If it is desired that the first layer of fill
over the foundation be of a different thickness than
subsequent |ayers, then the |ast bracketed sentence
shoul d be selected and the foll owi ng shoul d be
substituted into the appropriate paragraphs bel ow.

SECTION 35 41 00 Page 42



[Place or spread the materials for | ] fill in

layers, the first layer not nore than [ ] mm
i nches in thickness and the succeedi ng | ayers not
nore than [ ] mminches in thickness prior to

compaction.]

*% *% *% *% *% *% *% *% *% *% *% *%%

Pl ace and spread select fill material in layers not nore than 200 mm 8

i nches in unconpacted thickness, except that within [__ 1 [1] m[__ ]
[4] feet of [__ ] structures, reduce the unconpacted |ayer thickness to
[150] [__ ] nm|[6] [__ ] inches. [Layers should be started full out to

the sl ope stakes and nust be carried substantially horizontal and parall el
to the levee centerline with sufficient crow or slope to provide

sati sfactory drai nage during construction.] [Place or spread the materials
for [__ ] fill in layers, the first layer not nore than [__ ] mminches
in thickness and the succeeding |layers not nore than | ] mminches in
thi ckness prior to conpaction.]

3.19.6 Coarse Drai nage Gravel and Filter Sand

Pl ace and spread coarse drai nage gravel and filter sand in layers not nore

than [ ] [300] mnm [___ ] [12] inches in unconpacted thickness, except
that within [ ] [1] m[__ ] [4] feet of the [ ] structures,
reduce the unconpacted | ayer thickness to [ ] [150] mm|[__ ] [6]

inches. Control the nethod of placenent of all gravel and sand material to
m ninmize segregation of particle sizes and contami nation with other
embanknent materi al s.

3.19.7 | mpervi ous Fil

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: If it is desired that the first layer of fill
over the foundation be of a different thickness than
subsequent |ayers, then the |ast bracketed sentence
shoul d be sel ect ed.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Pl ace and spread the inpervious fill material in layers not nore than
[ ] [200] mm[__ ] [8] inches in unconpacted thickness, except that
within [__ ] [1] m[___ ] [4] feet of [ ] structures, reduce the

unconpacted | ayer thickness to [ ] [100] mm|[__ ] [4] inches

[ Layers should be started full out to the slope stakes and nust be carried
substantially horizontal and parallel to the levee centerline with
sufficient crown or slope to provide satisfactory drai nage during
construction.] [Place or spread the materials for [___ ] fill in layers,
the first layer not nore than [___ ] mminches in thickness and the
succeedi ng | ayers not nore than | ] mminches in thickness prior to
compaction.]

3.19.8 Pervi ous Fil
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NOTE: If it is desired that the first layer of fill
over the foundation be of a different thickness than
subsequent |ayers, then the | ast bracketed sentence
shoul d be sel ect ed.
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Pl ace and spread the pervious fill material in |ayers not nore than [ ]

SECTION 35 41 00 Page 43



[200] mMm [ __ ] [8] inches in unconpacted thickness, except that within
[ 1] [1] m[__ ] [4] feet of [__ ] structures, reduce the
unconmpacted | ayer thickness to [__ ] [150] nm [___ ] [6] inches.

[ Layers should be started full out to the slope stakes and nust be carried
substantially horizontal and parallel to the levee centerline with
sufficient crown or slope to provide satisfactory drai nage during
construction.] [Place or spread the materials for [ ] fill in layers,
the first layer not nore than [___ ] mminches in thickness and the
succeedi ng | ayers not nore than | ] mminches in thickness prior to
compaction.]

.19.9 Random Fi | |

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: If it is desired that the first layer of fill
over the foundation be of a different thickness than
subsequent |ayers, then the | ast bracketed sentence
shoul d be sel ect ed.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Pl ace and spread random fill material in layers not nore than [__ ] [200]
] [8] inches in unconpacted thickness, except that within [__
_____ ] [4] feet of | ] structures, reduce the unconpacted |ayer
thickness to [__ ] [150] mm|[__ ] [6] inches. [Layers should be
started full out to the slope stakes and nust be carried substantially

hori zontal and parallel to the |levee centerline with sufficient crown or

sl ope to provide satisfactory drai nage during construction.] [Place or

spread the materials for [ __ ] fill in layers, the first layer not nore
than [ ] mminches in thickness and the succeeding |layers not nore than
[ ] mminches in thickness prior to conpaction.]

[3.19.10 Random Rock

Il

Pl ace randomrock within the limts indicated on the drawings in such a
manner as to produce a reasonably well graded nass of stone with a nminimum
percentage of voids. Place randomrock in layers that will will produce a
conpacted [ ] [600] mm|[__ ] [24] inch thick |layer as shown on the
drawi ngs.[ Provide sufficient dewatering of the foundation beneath the
random rock zone to allow the randomrock material to be placed and
compacted as specified herein to produce a firm dense surface upon which

to place select earth fill.] G ade the outside slope of the random rock
zone to produce a reasonably even surface, within a tol erance of plus or
mnus [ ] [300] mm|[__ ] [12] inches nmeasured [vertical] [nornmal] to

the slope fromthe lines indicated on the draw ngs, upon which sl ope
protection |layers can be pl aced.

3.19.11 Fi ne Drai nage Gravel Placed Around Structures

Pl ace fine drai nage gravel placed for drainage around [ ] structures in
hori zontal |ayers not exceeding [___ ] mminches in |loose lift thickness
or within[__ 1 [1] m[__ ] [4] feet when hand operated conpactors are
used. After placing, unifornmy spread, noisten or aerate each |ayer as
necessary to obtain the specified noisture content, thoroughly mx and
conpact as specified. Do not backfill until construction below finish
grade has been approved, forns renpved, and the excavation cl eaned of trash
and debris. Use power driven hand operated conpactors along the closure

structure for conpaction within [__ ] 10.7] m[___ ] [2] feet of
concrete structures. Do not place backfill against concrete prior to 7
days after placenent. As far as practicable, bring backfill up evenly on
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each side of the structure and slope to drain away fromthe structure.

I 3.19.12 Seni conpact ed Fi l

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: If it is desired that the first layer of fill
over the foundation be of a different thickness than
subsequent |ayers, then the | ast bracketed sentence

shoul d be sel ect ed.
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The |l ocation and extent of the sem conpacted fill are as shown on the

drawi ngs. Do not place sem conpacted fill in water. Place and spread

sem conpacted fill material in layers not nore than [___ ] [300] mm
[ ] [12] inches in unconpacted thickness, [except that within [__ ]
[1] m[___ ] [4] feet of [___ ] structures, reduce the unconpacted | ayer
thickness to [__ ] [150] mm|[__ ] [6] inches].[ Layers nust be started

full out to the sl ope stakes and nust be carried substantially horizontal
and parallel to the | evee centerline with sufficient crown or slope to
provi de satisfactory drai nage during construction.] [ Place or spread the
materials for [ ] fill in layers, the first layer not nmore than [___ ]

mm i nches in thickness and the succeeding | ayers not nore than [__ ] M
inches in thickness prior to conpaction.]
I 3.19.13 Unconpacted Fil

NOTE: If it is desired that the first layer of fill

over the foundation be of a different thickness than

subsequent | ayers, then the second bracketed

sent ence shoul d be sel ect ed.
Pl ace unconpacted fill in approximtely horizontal |ayers not exceeding
[ ] mminches in thickness. Uniformy spread, distribute, and
mani pul ate the | ayers during placenment such that individual |oads of
mat eri al deposited on the fill will not remain intact, and |arge, open
voids in the fill will be elimnated. Do not place lifts in a manner which

causes shrinkage cracks and open voids from devel oping in previously placed
lifts.[ Layers shall be started full out to the slope stakes and nust be
carried in lifts approximtely horizontal and parallel to the centerline
with sufficient crown or slope to provide satisfactory drainage during
construction.] [ Place or spread the materials for [ ] fill in layers,
the first layer not nore than [___ ] mminches in thickness and the
succeedi ng layers not nore than [ ] mminches in thickness prior to
conmpaction.][ Conpaction other than that obtained by the controlled
nmovenent of the hauling and spreadi ng equi pment over the area will not be
required.][ Were material nust be placed in water, dunp therein until it
reaches an elevation [ ] mm foot above the water surface, or until a
stable fill surface is obtained before |layer construction will be

required. The nmaterial deposited under water nust be placed in such a
manner to ensure that any soft material will be forced progressively
outward fromthe section and not be trapped within the base of the
enbanknent.][ Do not place material containing nore than [
percent fines passing the No. 200 sieve bel ow the water surface.]
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13.19.14 Hydraulic Fil
3.19.14.1 Di schar ge Pipe

At all times when the dredge discharge pipe is being washed out or when the
di scharge consists of a high percentage of water with only a m ni nrum anount
of solid material being punped, close all control plates at the bottom
openi ngs along the spill-pipe sections of the discharge pipe |ines

i medi ately and remain in a closed position until the punping operation
produces a mininumof [10] [__ ] percent solid materials in the discharge

3.19.14.2 Di scharge Pipe Qutlets

During pl acenent operations of the fill, provide free outlets to conduct

di scharge water away fromthe enmbankment at intervals of not nore than

[610] [___ ] m[2,000] [__ ] feet, for 300-nm 12-inch dredges or

smaller; [915] [__ ] m[3,000] [__ ] feet, for 325 to 400 M 13- to
16-inch dredges; and [1219] [__ ] m[4,000] [ ] feet, for dredges over
400 nm 16 i nches. The size of dredges are deternmi ned by the m ni num

i nside di aneter of the discharge pipe. No obstruction to free flow wll be

permitted in these outlets or at any point in the fill area, between the
end of the discharge pipe and the outlet. Construct a retaining dike,
transverse to the fill area center line, immediately beyond each outlet and

do not breach until the end of the discharge pipe has approached the
retaining dike to within 76 m 250 feet, in the case of 300 nm 12-inch
dredges or smaller; 114 m 375 feet, in case of 325 to 400 nm 13- to 16-inch
dredges; or 152 m500 feet, in the case of dredges over 400 mm 16 i nches.

3.19.14.3 Control of Materials in Hydraulic Construction

In general, distribute the materials in the fill in a way to produce a
section of relatively uniformperneability. In order to maintain uniform
perneability of the fill, do not place strata and | arge pockets of gravel

not containing sufficient fines. Whenever they occur pronptly blend with
finer materials. Take necessary precautions to prevent damage from
di scharge water or other causes.

3.19.14.4 Rehandl i ng Hydraulic Materi al

Rehandl i ng of hydraulic material to bring the fill area to required grade
and cross section nust conformto paragraph [ ]. If, in the opinion of
the Contracting Oficer, the rehandled material is too dry to permt its

pl acement by conpacted fill nethod, then the soil placenent nust conformto
paragraph [__ ].

3.20 MOl STURE CONTRCL
3.20.1 General
The materials in each layer of the fill nust contain the anount of
moi sture, within the linmts specified below or as directed by the
Contracting Oficer, necessary to obtain the required conpaction. Rework
material that is not within the specified noisture content limts after
conpaction to obtain the specified noisture content, regardl ess of density.
3.20.1.1 I nsufficient Misture for Suitable Bond
If the top or contact surfaces of a partial fill section becone too dry to
permt suitable bond between these surfaces and the additional fill to be
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pl aced thereon, |oosen the dried materials by scarifying or discing to such
depths as may be directed by the Contracting O ficer, danpen the | oosened
material to an acceptable noisture content, and conpact this layer in
accordance with the applicable requirenents of paragraph COVPACTI ON

.20.1.2 Excessive Misture for Suitable Bond

If the top or contact surfaces of a partial fill section becone too wet to
permit suitable bond between these surfaces and the additional fill to be
pl aced thereon, scarify and dry the wet material, assisted by discing or
harrowi ng, if necessary, to such depths as nmay be directed by the
Contracting Officer. Dry the material to an acceptable noisture content,
and conpact in accordance with the applicable requirenents of paragraph
COMPACTION.

.20.1.3 Drying Wet Material

Material that is too wet nmust [be spread on the enbanknent and permtted to
dry,] [be dried in the borrow area prior to bringing to the |evee
enbanknent] be assisted by discing or harrowing, if necessary, until the
nmoi sture content is reduced to an anount within the specified limts.

.20.1. 4 I ncreasing Misture in Dry Materi al

The noisture content of material that is too dry, [will be adjusted on the
| evee enbanknent] [will be adjusted in the borrow area prior to bringing to
the | evee enbanknment]. Add water to the fill material and by harrow ng, or
ot her approved met hods, work the moisture into the material until a uniform
distribution of nmoisture within the specified limts is obtained. Contro
the amobunt of water applied on a layer of fill on the | evee enbanknent so
that free water will not appear on the surface during or subsequent to
rolling. Should too much water be added to any part of the enbanknent,
delay the rolling on that section of the enbankment until the noisture
content of the materials is reduced to an anpunt within the specified
limts. |If it is inpracticable to obtain the specified noisture content by
wetting or drying the material on the fill, the Contractor may be required
to pre-wet or dry back the material at the source of excavation or in the
borrow area

.20.2 Sel ect Fil

The noisture content after conpaction nust be within the limts of [___ ]
percentage points above optimumto [ ] percentage point bel ow optimum
nmoi sture content as deterni ned by ASTM D698.

.20.3 | npervi ous Fil

The noisture content after conpaction nust be within the limts of [2]

[ ] percentage points above optimumto [2] [__ ] percentage point
bel ow opti mum noi sture content as determ ned by ASTM D698.

3.20. 4 Pervi ous Fil

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Saturation of the pervious fill may not be
appropriate if the fill is placed in a zone or area
(trenches, etc.) which can not readily drain.
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3.

3.

Pl ace, work and conpact each layer of material in a saturated condition.

20.5 Random Fi | |

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The noisture control of random earth must be
conformed to the requirenments of the material type
it nmost closely approxi nates in behavior
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[ The noisture content after conpaction nust be within the limts of [ ]
percentage points above optimumto [ ] percentage point bel ow optimum
nmoi sture content as determ ned by ASTM D698.] [The noisture content nust
be that which will facilitate obtaining the specified conpaction.]

.20.6 Coar se Drai nage Gravel and Filter Sand

Control the noisture content such that hauling, spreading, and conpacting
equi pnent can operate with nornmal procedure w thout excessive rutting of
the fill. If the material is too wet or too dry to facilitate proper
compaction, wet or dry the coarse drai nage gravel or filter sand as

requi red by the procedures specified in paragraph [

.20.7 Fi ne Drai nage G avel

Pl ace, work, and compact fine drainage gravel in a saturated condition
The noi sture content after conpaction nust be as uniformas practicable
t hroughout any one | ayer of fine drainage gravel

.20.8 Seni conpacted Fil

[Pl ace semniconpacted fill within plus or minus [ ] percent of optinmm
nmoi sture content.] [Sem conpacted fill will be placed at their in situ
moi sture content.] [Control the noisture content of seniconpacted fill
such that hauling, spreading, and conpacting equi pment can operate with
nornmal procedure wi thout excessive rutting of the fill.] [The noisture
content nust be that which will facilitate obtaining the specified
compaction.]

.20.9 Unconpact ed Fi l

Unconpacted fill will be placed at their in situ water content.[ Contro
the noisture content such that hauling, spreading, and conpacting equi pnent
can operate with normal procedure wi thout excessive rutting of the fill.]

.20.10 Hydraulic Fil

No noi sture control is required for Hydraulic Fill

21 COMPACTION
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NOTE: The designer should edit the follow ng

par agraphs to account for the use of either an end
product specification (i.e., the Contractor is
required to obtain a specified degree of conpaction)
or a nmethod specification (i.e., when the Contractor
is required to conpact the enbanknent by a specified
nunber of coverages of a specified/ approved roller
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and is not responsible for the obtained degree of
conpaction). If the method specification is used
and the required degree of compaction is not
achieved within the specified nunber of passes using
t he specified conpaction equi pment, the Contractor
shoul d be paid for additional rolling for conpaction
under a separate bid itemas specified in paragraph
ADDI TI ONAL ROLLI NG FOR COWVPACTI ON

3.21.1

*%*

*

*kkkkkk kkkkkkkkkkkkkkkkkkkkkkhkhkhkhkkkkkkkkk *k%

Conpacti on Equi prent

*%

*%

*% *% *% *% *% *% *% *% *% *% *%%

NOTE: |If an end-product (production) specification
is to be used, the follow ng paragraphs may not be
necessary at the judgnent of the designer and
specification witer.

Wth reference to the use of conpaction equi pnment in
thi s paragraph, the follow ng precautions should be
noted:

1. Specifications should be witten to ensure that
the type of conpaction equipnment will be used is
best suited to obtain the desired conpaction of the
mat eri al being used. When the size of the contract
can justify the costs a requirenent should be
included in the specifications for the performance
eval uation of each type of conpaction equi pnent
conformng with the specifications and i ntended for
use by the Contractor at an early stage of
enmbanknent construction. This equipnment eval uation
shoul d be acconplished through analysis of test fill
areas that are carefully constructed under
representative working conditions with materials and
noi sture contents as specified. Test fill areas nay
either be separate or part of the permanent work,
and for clarity to prospective bidders, paynent
under a separate itemis recomrended to equitably
cover costs of required variations in equipnent
cover ages, possible changes in equi pnment |oadi ng or
foot sizes, as well as intensified field soils
testing. The foll ow ng paragraphs are provided to
serve as exanples of the information that shoul d be
i ncluded within the specifications.

2. For tanmping rollers that are either towed or
self-propelled, with drums capabl e of being

ball asted with fluid, the provision for a pressure
relief valve and safety head is optional, and should
be included at the discretion of the designer based
on | ocal experience and practice.
Over-pressurization of fluid ballasted conpaction
drunms to the |l evel of a safety hazard has been rare,
but has occurred on several occasions at |ocations
of high elevation and tenperature.

3. In conpacting naterials consisting of shales,
sandst ones, weathered rock and simlar random
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mat eri al s, consideration should be given to

speci fyi ng sheepfoot-type tanpi ng equi prent that has
been nodified by replacing the standard feet with
"chisel" point tanper feet generally referred to as
"shal e breakers". The end areas of these nodified
tanper feet range from 650 to 1000 square nm 1l to
1-1/2 square inches and tend to break up weat hered
rock to prevent the bridging effect sonetines
created by large rock particles.

4. For conpaction of sand and gravel fills or
filter and drainage |ayers, equipnent
characteristics for both a large and snall vibratory
roll er have been provided for optional selection by
t he desi gner, dependi ng upon |ocation, selected |ift
t hi ckness, gradation, grain shape, and durability
properties of the naterials. The smaller roller
which utilizes an upper Iimt of 40 kN m 9000 | bs.
per foot of drumlength applied force, should be
specified for materials which exhibit degradation
under conpaction. Oher options, based on
construction experience may al so be exercised. For
exanpl e, it has been found that inproved
trafficability can often be achi eved when conpacting
clean, fine grained, uniformsands by specifying a
drumdriven sel f-propelled vibratory roller
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Conpaction equi pnent nust conformto the followi ng requirenents and be used
as prescribed in subsequent paragraphs.

3.21.1.1 Tanping Rol lers
[3.21.1.1.1  Towed

Provide tanping rollers consisting of a heavy duty double drumunit, with a
drum di aneter not less than 1.5 m 60 inches, and an individual drumlength
of not less than 1.5 m 60 inches. Provide druns that are capabl e of being
bal | asted with water or a conbi nation of sand and water. Each drum nust
have staggered feet uniformly spaced over the cylindrical surface to
provi de approxinately three tanping feet for each 0.19 square neter 2
square feet of drumsurface. Provide tanping feet that are 175 to 225 mMmm 7
to 9 inches in clear projection fromthe cylindrical surface of the roller
and have a face area of not |less than 3226 square nm 5 square inches nor
nmore than 4516 square mm 7 square inches. The roller nust be equipped with
cl eaning fingers, designed and attached to prevent the accunul ati on of

mat eri al between the tanping feet. Miintain these cleaning fingers at
their full length throughout the periods of use of the roller. The weight
of the roller nust be a m ni mum of 5200 kg/ m 3500 psf of linear drum |l ength
wei ghted, and no nore than 2975 kg/ m 2000 psf of drumlength empty. Yoke
the two druns conprising one roller unit such that they will oscillate when
traversing uneven surfaces. The design and operation of the tanmping roller
will be subject to the approval of the Contracting Oficer who has the
right at any tine during the prosecution of the work to direct such repairs
to the tanping feet, mnor alterations in the roller and variations in the
wei ght as may be found necessary to secure optimum conpaction of the earth
fill materials. The Contractor nay be required to add ballast to the
roller to the maxi mum capacity specified by the manufacturer of the

roller. Drawthe roller by a crawl er-type or a rubber-tired tractor at a
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speed not to exceed 5.6 km 3.5 nmiles per hour. Discontinue the use of the
rubber-tired tractor if the tires leave ruts that prevent uniform
compaction by the tanmping roller. If tanping rollers are used in tandem

not nore than two rollers in tandemw ||l be permitted and in such case, one
trip of the tandemrollers over any surface will be considered as two
passes. \When tanping rollers are used in tandem the tanper foot spacing
must be offset so that the circunferential rows on the rear druns are in
line with the mid-point of the circunferential rows on the forward druns.

13.21.1.1.2 Self-Propelled

[ Condi ti oned upon satisfactory performance, self-propelled tanmping rollers
may be used in lieu of tractor-drawn tanping rollers. Self-propelled

roll ers exceeding the enpty wei ght requirement may be used provided that by
the substitution of tanping feet, having a face area not exceeding [__ 1
9030 square mm 14 square inches], the noninal foot pressure on the tanping
feet of the self-propelled roller can be adjusted to approxi mate the

nom nal foot pressure of the towed roller for the particular working
condition required for the towed rollers. The tanping feet nust be 175 to
225 mm 7 to 9 inches in clear projection fromthe cylindrical surface of
the roller. For self-propelled rollers, in which steering is acconplished
t hrough use of rubber-tired wheels, the tire pressure nmust not exceed
[ ] [276 kPa 40 psi]. [Operate self-propelled rollers at a speed not
to exceed 5.6 km 3.5 nmles per hour.] [Self-propelled tanping rollers may
be used in lieu of tractor drawn tanping rollers provided the foot pressure
on the tanping feet of the self-propelled roller are approximately the same
as the foot pressure on the towed roller.] For self-propelled rollers
steered with rubber-tired wheels, the tire pressure nust not exceed [__ ]
[276 kPa 40 psi]. Operate self-propelled rollers at speeds not exceeding
5.6 km 3.5 niles per hour. The Contracting Oficer has the authority to
limt or elimnate the use of self-propelled rollers if they are found to
cause shearing or |anminations of the conpacted fill.]

3.21.1.2 Vibratory Rollers

Equip vibratory rollers for conpacting rock fills, pervious sand and gravel
fills, or filter and transition drainage layers with a snooth stee
compacti on drum and operate at a frequency of vibration during compaction
operations between 1100 and 1500 vpm Vibratory rollers nmay be either
towed or self-propelled with an unsprung drum wei ght that is a m ni mum of
60 percent of the rollers' static weight. Towed rollers nust have at | east
90 percent of their weight transmtted to the ground through the conpaction
drum when the roller is standing in a level position hitched to the tow ng
vehicle. Rollers for conpacting rockfill, [sand and gravel fills, or
filter and drai nage | ayers] must have a mininmumstatic weight of 90 kN
20, 000 pounds, a m ni mum dynamnic force of 180 kN 40,000 pounds when
operating at 1400 vpm and an applied force not |ess than 130 kN m 9, 000
pounds per foot of conpaction drumlength.[ Rollers for conpacting sand
and gravel fills or filter and drainage |ayers nust have a mninumstatic
wei ght of 36 kN 8,000 pounds, a mininum dynanmic force of 71 kN 16, 000 pounds
when operating at 1400 vpm and an applied force not less than 22 kN 5, 000
pounds nor greater than 130 kN m 9, 000 pounds per foot of compaction drum
length.] The level of anplitude and vibration frequency during conpaction
wi || be maintained uniformthroughout the enbanknent zone within which it
is operating. Operate rollers at speeds not to exceed 2.4 knfh 1.5 nph.
The equi pnent nmanufacturer nust furnish sufficient data, draw ngs, and
computation for verification of the above specifications, and the character
and efficiency of this equipnment will be subject to approval
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.21.1.3 Rubber-tired Rollers

Provide rubber-tired rollers that have a m ni mum of four wheel s equi pped
with pneumatic tires. The tires nmust be of such size and ply as to be
capabl e of being operated at tire pressures between 550 and 690 kPa 80 and
100 psi at an 11, 340 kg 25,000 pound wheel load. The roller wheels nust be
| ocat ed abreast and designed so that each wheel will carry approxi mately
equal load in traversing uneven ground. The spacing of the wheels nust be
such that the di stance between the nearest edges of adjacent tires will not
be greater than 50 percent of the rated tire width of a single tire at the
operating pressure for an 11, 340 kg 25,000 pound wheel |oad. The roller
must have a body suitable for ballast |oading such that the | oad per whee
may be varied, as directed by the Contracting Oficer, from8,165 to 11, 340
kg 18,000 to 25,000 pounds. Tow the roller at a speed not to exceed 8 km5
m |l es per hour. The character and efficiency of this equipnent will be
subj ect to the approval of the Contracting Oficer

.21.1. 4 Hand Operated Conpactors

Perform conpaction of material, in areas where it is inpracticable to use a
roller or tractor conpaction, using approved hand operated power conpactors.

.21.1. 4.1 Power Tanpers

Power tanpers nust be hand operated equi pnent capabl e of conpacting
material in confined areas. Provide conpactors that are either an interna
combustion or pneumatic activated tamper. Tanpers nust have sufficient

wei ght and striking power to produce the specified conpaction. The
character and efficiency of this equi pnment will be subject to the approva
of the Contracting Oficer

.21.1.4.2 Vi bratory Pl ate Conpact or

Vi bratory conpactors operated by hand in confined areas must utilize the
oscillating cam principal and nust deliver an inpact of not |less than 9 kN
2000 I bf at a rate of approximately 2000 inpul ses per mnute. The
character and efficiency of this equi pnment will be subject to the approva
of the Contracting Oficer

.21.1.5 Craw er-type Tractors

Craw er-type tractors used for spreading or conpaction nust have a ni ni mum
weight of [ ] [9,070] kg [ ] [20,000] pounds, exert a nmininmumunit
tread pressure of [__ ] [41.4] kPa [___ ] [6] psi, and operate at a
maxi mum speed of [__ ] [5.6] km][ ] [3.5] miles per hour

.21.1.6 Sprinkl i ng Equi prrent

Provi de sprinkling equi pment consisting of tank trucks, pressure
distributors or other equipment designed to apply water uniformy and in
controlled quantities to variable wi dth of surface.

.21.1.7 M scel | aneous Equi pnent

Provide scarifiers, disks, spring-tooth or spike-tooth harrows, spreaders,
and ot her equi pnment that is suitable for use in enmbanknent construction and
approved by the Contracting Oficer. Equipnent used for blending fill

mat eri al nmust be capabl e of penetrating the full loose lift thickness of
the specific material type.
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3.21.2 Conpaction of Select Fil
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NOTE: Experience indicates that by the tine the
surface Ilift has been |aid down, sufficient
conpactive effort has occurred due to hauling and
spreadi ng equi prent such that one, two, or even

t hree passes of a heavy disk plowis not sufficient
for penetrating the full depth of lift. A harrow
equi pped with closely spaced spi kes (teeth) has been
found to effectively penetrate the sem -conpacted
surface lift in one pass, but this type of device
has minimal ability to blend and mx the fill
material. It was found that a suitably designed
spi ked-t oot h harrow working in conbination with a
heavy di sk plow can reliably produce the desired
result. This note applies to all types of fill

pl acenent for which noisture and bl ending are
required.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

After a layer of material has been dunped and spread, harrow it to break up
and blend the fill materials to obtain uniformnoisture distribution.
Perform harrowi ng with a heavy di sk plow, or other approved harrow, to the
full depth of the layer. Wen the noisture content and the condition of
the |l ayer are satisfactory, conpact the lift [to a mnimumof [95] [__ ]
percent of the maxi mumdry density as determ ned by the Contractor in
accordance with ASTM D698] [with not less than [six] [ ] conplete
coverages of an approved tanping roller or [four] [__ ] conplete
coverages of an approved 45 nmetric ton 50-ton rubber-tired roller
traversing in a direction parallel to the axis of the levee]. |In areas

whi ch are not accessible by roller, place the fill in layers not nore than
100 mMmm 4 inches in unconpacted depth and conpact with an approved hand
operated conpactor to a density equal to that obtained in other areas which
are accessible to rollers. Dunping, spreading, sprinkling, and conpacting
may be performed at the same tinme at different points along a section when
there is sufficient area to permt these operations to proceed

simul taneously. Operate conpaction equi pnent such that the strip being
traversed by the roller overlaps the rolled adjacent strip by not |ess than
[ 1 [1] m[_____ 1 [3] feet.

3.21.3 Conpacti on of Random Fill
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NOTE: Random fill nust be conpacted in accordance
with the requirenents of the naterial type it nost
cl osely approxi nates i n behavior.

*% *% *% *% *% *% *% *% *%%

After a layer of material has been dunped and spread, harrow it to break up
and blend the fill materials to obtain uniformnoisture distribution.
Perform harrowi ng with a heavy di sk plow, or other approved harrow, to the
full depth of the layer.[ |If one pass of the harrow does not acconplish
the breaking up and bl ending of the materials, additional passes of the
harrow are required, but in no case will nore than [__ ] [three] passes
of the harrow on any one layer be required for this purpose.] When the

moi sture content and the condition of the layer are satisfactory, conpact
the lift [to a mninumof [95] | ] percent of the maximumdry density

SECTION 35 41 00 Page 53



as determned by the Contractor in accordance with ASTM D698] [with not
less than [six] [__ ] compl ete coverages of an approved tamping roller or
[four] [___ ] conpl ete coverages of an approved 45 netric ton 50-ton
rubber-tired roller traversing in a direction parallel to the axis of the
| evee]. In areas which are not accessible by roller, place the fill in

| ayers not nore than 100 nm 4 inches in unconpacted depth and conpact with
an approved hand operated conpactor to a density equal to that obtained in
ot her areas which are accessible to rollers. Dunping, spreading,
sprinkling, and conpacting nay be perforned at the sane tine at different
points along a section when there is sufficient area to pernit these
operations to proceed sinultaneously. Operate conpaction equi prent such
that the strip being traversed by the roller overlaps the rolled adjacent
strip by not less than [ ] [1] m[__ ] [3] feet.

.21.4 Conpaction of Inpervious Fil

After a layer of material has been dunped and spread, harrow it to break
up and blend the fill materials to obtain uniform noisture distribution
Perform harrowi ng with a heavy di sk plow, or other approved harrow, to the
full depth of the layer.[ |If one pass of the harrow does not acconplish
the breaking up and bl ending of the materials, additional passes of the
harrow are required, but in no case will nore than [__ ][three] passes of
the harrow on any one | ayer be required for this purpose.] When the
nmoi sture content and the condition of the layer are satisfactory, conpact
the lift [with not less than [six][__ ] conpl ete coverages of an approved
tanmping roller traversing in a direction parallel to the axis of the
| evee]. In areas which are not accessible by roller, place the fill in
| ayers not nore than 4 inches in unconpacted depth and conpact with an
approved hand operated conpactor to a density equal to that obtained in
other areas which are accessible to rollers. Dunping, spreading,
sprinkling, and conpacting may be perforned at the sane tine at different
points along a section when there is sufficient area to pernit these
operations to proceed sinmultaneously. Operate conpaction equi pnment such
that the strip being traversed by the roller overlaps the rolled adjacent
strip by not less than [ ] [1] neter [ ] [3] feet.

.21.5 Conpaction of Pervious Fil

After a layer of material has been dunped and spread, harrow it as required
to break up and blend the fill materials to obtain uniformnoisture
distribution. Performharrowing with a heavy di sk plow, or other approved
harrow, to the full depth of the layer.[ |If one pass of the harrow does
not acconplish the breaking up and blending of the materials, additiona
passes of the harrow are required, but in no case will nore than [__ ]
[three] passes of the harrow on any one |l ayer be required for this
purpose.] Wen the noisture content and the condition of the |ayer are
satisfactory, conpact the lift toa [mninum[80] [__ ] percent relative
density in accordance with ASTM D4253 and ASTM D4254] [with not |ess than
[six] [___ ] conpl ete coverages of an approved vibratory roller]. In
areas which are not accessible by roller, place the fill in layers not nore
than 100 mm 4 inches in unconpacted depth and conpact with an approved hand
operated conpactor to a density equal to that obtained in other areas which
are accessible to rollers. Dunping, spreading, sprinkling, and conpacting
may be performed at the same tinme at different points along a section when
there is sufficient area to permt these operations to proceed

simul taneously. Operate conpaction equi pnrent such that the strip being
traversed by the roller overlaps the rolled adjacent strip by not |ess than
[ 1 [1] m[_____ 1 [3] feet.
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[3.21.6 Conpacti on of Random Rock

After the randomrock has been placed and spread to the thickness specified
herein, and oversized rock has been renoved or broken down, conpact by not
less than [ ] [3-6] conplete coverages of the specified [craw er
tractor] [vibratory roller]. [ Each coverage of the tractor nust consist of
sufficient trips to provide conplete coverage of the area by the treads of
the tractor. The tractor coverages specified are in addition to spreading
operations.] [ Operate the vibratory roller such that the strip being
traversed by the roller overlaps the rolled adjacent strip by not |ess than
[ 1 [1] m[_____ 1 [3] feet.]

I 3.21.7 Conpaction of Semni conpacted Fil

After a layer of material has been dunped and spread, harrow it as required
to break up and blend the fill materials to obtain uniformnoisture

distribution. Performharrowing with a heavy di sk plow, or other approved
harrow, to the full depth of the layer. When the noisture content and the

condition of the layer are satisfactory, conpact the new |l ayer of fill by
the control |l ed novenent of the hauling equiprent over the area of the
fill. Equiprment will be routed so as to prevent excessive rutting of the

fill surface. Dunping, spreading, sprinkling, and conpacting rmay be
performed at the sane tine at different points along a section when there
is sufficient area to permt these operations to proceed sinultaneously.

13.21.8 Conpaction of Unconpacted Fil
No conpaction other than that obtained by the controlled nmovenent of the
haul i ng equi pnent over the area of the fill is required. Route equipnent
to prevent excessive rutting of the fill surface.

[3.21.9 Conpaction of Hydraulic Fil

Hydraulic fill will be conpacted as unconpacted fill. |[If the rehandl ed
hydraulic fill is too dry to permt its placenent by unconpacted ful

met hod, then conpact the fill material using the nethod specified in
paragraph [ ] [ COVPACTI ON OF SEM COVPACTED FI LL].

I 3.21.10 Conpaction of RandomFill Wthin the MSE Walls

Pl ace and conpact randomearth fill within the limts of the Mechanically
Stabilized Earth (MSE) walls in accordance with [the vendor's requirenents,
subject to the approval of the Contracting O ficer] [requirenents specified
in Section [___ 11.

13.21.11 Conpaction of Coarse Drainage G avel and Filter Sand

Pl ace coarse drainage gravel placed in the drains in maximum|[__ ] [300]
mm[__ ] [12] inch loose lifts and conpact by not |ess than four (4)
conmpl ete coverages with a [static] [vibratory] roller. Conpact each lift
of gravel within confined spaces which is not accessible to rollers by at
least [__ ] [3] conplete coverages with a vibratory plate compactor [and
as many additional coverages as necessary to achieve the same density
obtained with full-size conpaction equipnent]. Conpact filter sand placed
along the existing rock fill in accordance with the requirenents for the
adj acent select earth fill material
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3.

21.12 Conpaction of Fine Drainage G avel

Pl ace fine drainage gravel placed in the drains in maximum/[__ ] [300] mm
[ ] [12] inch loose lifts and conpact by not | ess than four (4)

conpl ete coverages with a [static] [vibratory] roller. Conpact each lift

of gravel within confined spaces which is not accessible to rollers by at

| east three [ ] [3] conplete coverages with a vibratory plate conpactor
[and as nmany additional coverages as necessary to achi eve the sanme density

obtained with full-size conpaction equipnment].

.21.13 Conpaction Adjacent to Structures and Utilities

Do not operate heavy equi pnent for spreading and conpacting fill within
[ 1] [1] m[__ ] [4] feet of structures or utilities, except as
otherw se specified herein. Conpact material within [__ 1 [1] m[__ ]

[4] feet using appropriate hand operated conpactors specified herein.

[3.21.14 Addi tional Rolling for Conpaction

Il
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NOTE: Use the follow ng paragraph only when a

nmet hod specification is utilized. A bid itemfor
"Additional Rolling for Conpaction"” should be
included in the bid formso that paynent can be
made. Measurenent and paynent information should
al so be added to paragraph [UNI T] [ LUMP SUM PRI CES
or Section 01 22 00.00 10 PRI CE AND PAYMENT

PROCEDURES as applicabl e.

*% *% *% *% *% *% *% *%%

If the Contracting Oficer determ nes that the desired conpaction of any
portion of the enmbankment is not achieved by the nunber of coverages
specified, additional conplete coverages will be made over the surface area
as directed by the Contracting Oficer. Paynent for additional rolling
directed by the Contracting officer will be nmade in accordance with Bid
IltemMNo. [__ ] ADDI TI ONAL ROLLI NG FOR COVPACTI ON;, however, no paynent

will be made for additional rolling not specifically directed by the
Contracting Oficer.

3.21.15  Topsoil

Pl ace topsoil on the enbanknment surfaces as shown on the contract draw ngs
and as specified in SECTION [32 92 23 SOCDDING [ ].

13.22 FI ELD QUALI TY CONTRCL

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: FAR 46.312 Construction Contracts establishes
a requirenent for Contractor Quality Control (CQQ
in construction contracts and ER 1180-1-6 requires
that a CQC section based on Section 01 45 00.00 10
01 45 00.00 2001 45 00.00 40 QUALITY CONTROL be
included in contracts of $1,000,000 or nore. Use of
Section 01 45 00.00 1001 45 00.00 2001 45 00.00 40
for contracts of |ess than $1, 000,000 is

di scretionary. This part of the specifications mnust
be consistent with the CQC section.

Use caution when applyi ng nucl ear gages for in-place
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density neasurenent of cohesive and cohesionl ess
soils. Soils consisting of mica, halloysite, sone
ot her chenical conposition, or oversize rocks and

| arge voids woul d af fect the measurenent accuracy of
wet density. The chem cal conposition and
"non-free" water of the sanple may also dramatically
(sonetines over 10 percent) affect the measurenent
of noisture content (see the paragraph entitled
"Interferences" in ASTM D2922 and D3017. Al so see
paragraph 5-10.d.(2).(b). entitled "Nucl ear Method"
in EM 1110-2-1911). Wen water content can not be
accurately measured using nucl ear nethod, a conputer
controll ed mcrowave oven system for water content
nmeasur enent conbi ned with nucl ear nmethod for wet
density has been successfully used by sone
districts. Sand Cone or simlar field density tests
shoul d be perforned periodically at the sane

| ocation as Nucl ear Tests to assure nuclear testing
is providing accurate information.
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.22.1 Cl earing, Gubbing, and Stri pping

Establish and nmaintain quality control for clearing, grubbing, and
stripping operations to assure conpliance with contract requirenents, and
mai ntain records of the quality control for all construction operations
including but not linmted to the itens indicated below. Furnish these
records, as well as the records of corrective actions taken, to the
Governnment in accordance with Section 01 45 00.00 1001 45 00.00 20

01 45 00.00 40 QUALITY CONTRCL.

.22.1.1 Clearing

Station to station linmts, transverse clearing linmts from applicable
centerline; percentage of area conplete; types of materials cleared

.22.1.2 Grubbing

Station to station linmts, transverse grubbing linmts from applicable
centerline; percentage of area conplete; type of material; filling of
grubbed hol es.

.22.1.3 Stripping

Station to station linmits, transverse stripping limts from applicable
centerline; percentage of area conplete; type of material; depth of
stripping.

.22.2 Excavation

Establish and maintain quality control for excavation operations to assure
compliance with contract requirenents, and naintain records of the
Contractor's quality control for all construction operations including but
not limted to the foll ow ng:

a. Equipnent; type, size, suitability for the work

b. Lines, grades and tol erances,
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c. Segregation/Disposition of materials,
d. Disposal and/or stockpiling of materials,
e. Unsatisfactory materials,

f. Conditions that may induce seepage or weaken the foundation or
embankment,

g. Stability of excavations,

h. Quantity surveys.

Furni sh records of inspections and tests, as well as the records of
corrective actions taken, to the Governnment in accordance with Section
01 45 00.00 1001 45 00.00 2001 45 00.00 40 QUALI TY CONTROL.

.22.3 Embankment

.22.3.1 General

As a part of the Contractor Quality Control (CQC) systemrequired by
SECTION 01 45 00.00 1001 45 00.00 2001 45 00.00 40 QUALITY CONTROL,
establish and maintain field quality control for foundation preparation,
enbanknment and backfill operations to assure conpliance with contract
requi renents and nmaintain detailed records of field quality control for all
operations including but not linmted to the foll ow ng:

.22.3.1.1 Eart hwor k Equi prent

Type, size, nunber of units and suitability for construction of the
prescri bed work.

.22.3.1.2 Foundati on Preparation
Met hods of preparing the foundations in advance of enbanknent and backfill

construction and nethods for providing drai nage of the foundation and
partially conpleted fills.

.22.3.1.3

Layout, naintaining existing drainage, noisture control,

Construction

| ayers, spreadi ng and conpacti ng.

.22.3.1. 4

Grade and Cross Section

Crown width, crown slope, side slopes, and grades.

.22.3.1.5

Roads and Ranps

t hi ckness of

Location of tenporary roads to fields or buildings, |ocation and pl acenent
of fills for ramps in accordance with specified di mensions and grades.

.22.3.1.6 Grade Tol er ances

Check fills to deternmine if placenment confornms to prescribed grade and
Ccross section.
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3.22.3.1.7 Slides

Location and limts; nethods and equi prent used where renedi al work has
been directed.

3.22.3.1.8 Quantity Surveys
Accuracy and tineliness.

3.22.3.2 Materials Testing

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Types of tests and frequency of testing
shoul d be detail ed below. Types of tests and
frequency of testing will be dependent upon the
types of materials utilized, configuration of
foundati on and enbanknent, placenent and conpaction
procedures required, noisture control requirenents
etc. Testing requirenents are material type
specific rather than enmbankment fill type specific.
It is desirable to present the testing frequency and
type in tabular form

*% *% *% *% *% *% *% *% *% *% *%%

Performsufficient testing to insure that the fill is being constructed as
specified. Consider the testing program specified bel ow the ni ni mum
acceptabl e frequency of testing. This does not relieve the Contractor from
the responsibility of performing additional testing, if required to ensure
conpliance with these specifications.

[3.22.3.2.1 Soil Cassification Tests

Performsoil classification tests in accordance with ASTM D2487. Perform
one initial classification test for each different classification of
material to be utilized as enbanknent fill or backfill. As prescribed in
ASTM D2487, performgrain size anal yses in accordance with ASTM D422 and
Atterberg limts in accordance with ASTM D4318 on each different
classification. Subnit additional tests for every [[__ ] cubic nj[20,000
cubi ¢ yards] of enbanknent or backfill material. Perform soi
classification tests on foundation naterial as required to deternine the
acceptability of the in-situ soils. Additional tests will be required if
noti ceabl e changes in the material occur

I 3.22.3.2.2 Cohesive Material Testing
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NOTE: Edit the following to conply with the nmethod
selected to determ ne the optimum properties (i.e.
density and noi sture content, LL, PL, PI).

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

3.22.3.2.2.1 Moi sture Density Rel ati onshi ps

Determ ne the noisture-density relations for each different classification
of cohesive material utilized in accordance with [ ] [ ASTM D698],

[ Method A] [Method B] [Method C].[ Prior to placing any fill material
cont ai ni ng cohesive material, performa mninmumof [___ ] five-point
[ ] compaction test on representative sanples of the material to be
used as fill.] During fill placenent performa mni mum of one additiona
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nmoi sture-density test for every [[_ ] cubic ni[ 20,000 cubic yard]

pl aced. Additional tests will be required each time a new material is
encountered.[ The noisture-density curves will be conpiled to forma
famly of curves which will be utilized to estimte optimum properties
(maxi mum dry density and opti mum noi sture content) to be used with field
density test.]

.22.3.2.2.2 \Water (Misture) Content Tests

Perform deterninati on of water content in accordance with ASTM D2216. [
ASTM D4643 nay be used when rapid noisture content results are needed.
Confirmall rapid results obtained by ASTM D4643 by a test on a duplicate
sanpl e perforned in accordance with ASTM D2216. 1In the event of

di sagreenment between the results, ASTM D2216 will govern.] One water
content test will be perforned for each [ ] cubic mcubic yards of
material placed [or each |ift of nmaterial whichever is less].[ These test
will be in addition to the water content tests perfornmed in conjunction
with in-place density tests.] Retest backfill and fills not neeting the
required specifications for water content after corrective neasures have
been appli ed.

.22.3.2.2.3 I n-place Density Testing for Cohesive Materials

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTES: The desi gner should pick the nethod or

nmet hods of |n-place density which are acceptabl e.

I f unconpacted fill is specified density control my
not be required.

Use caution when applyi ng nucl ear gages for in-place
density neasurenent of cohesive and cohesionl ess
soils. Soils consisting of certain chenica
conposition, or oversize rocks and |arge voids would
affect the neasurenent accuracy of wet density.

When water content can not be accurately neasured
usi ng nucl ear nethod, a microwave oven system for
wat er content measurenent may be used.
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Determ ne the in-place density of the cohesive naterials in accordance with
[ ASTM D1556/ D1556N] [, ASTM D2167] [, ASTM D6938] [, ASTM D2937] [, or ] [
ASTM D5195]. Performat |east one (1) in-place density test on [[each |ift
of material][shift][day] or] every [ ] cubic mcubic yards of conpleted
fill whichever is nmore frequent with the horizontal |ocations randomy
staggered in the fill.[ At each field density test |ocation, obtain soi
sampl es and perform one [one-point] [two-point] conpaction test, one

noi sture content, [one grain size analysis,] [ and one Atterberg linits
test,] [if applicable,] on the sanple.] [ The results of the [one-point]
[two-point] conpaction test and the noisture content test will be utilized
to obtain the optimum properties to conpare to the results of the in-place
density test.] [ For use with the famly of curves to determi ne the optinmm
properties of the material, performa [one-point] [two-point] compaction
test in conjunction with each in-place density. Use a portion of the soi
fromthe in-place field density test and soil obtained i medi ately adjacent
to the field density test location for a [one-point] [two-point] conpaction
test. The minus 19 mm 3/4-inch portion of the soil nust be subjected to

[ ] compactive effort using a 150 nm 6-i nch conpaction nold in
accordance with the procedures presented in ASTMD [ ] [ASTM D698] [
ASTM D1557]]. Retest fill not neeting the required specifications for
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in-place density after additional conpaction has been conpleted.[ Wen
nucl ear method is used for in-place density testing according to ASTM D6938,
i nclude a sand cone correlation test in accordance with ASTM D1556/ D1556N
for the first test and every fifth test thereafter for each material type.
Performthe sand cone test adjacent to the |location of the nuclear test,
including a nomnal 150 nm 6 inch dianeter sand cone, and including a

m ni mum wet soil weight of 2.7 kg 6 pounds extracted fromthe hole. Do not
use nucl ear density testing equipnent during rain. Submt the density
correlations with test results. For each transmittal including density
test data, include a summary of all density correlations for the job neatly
prepared on a sunmmary sheet including at a m ni num

a. Test ldentification Nunber.
b. Test location
Station.
Coor di nat es.
c. Elevation of Lift.
d. Lift nunmber (if appropriate).
e. Photo nunber (if appropriate).
f. Meter serial nunmber and operators initials.
g. Standard count for each test.
h. Material type
i. Probe depth.
j. Mbdisture content by each test nethod and the deviation.
k. Wet density by each test nmethod and the deviation.
|. Pass/Fail.
m Retest.
n. Coments.]

3.22.3.2.3 Cohesi onl ess Material Testing

.22.3.2.3.1 Conpaction Tests

Run not less than one relative density test for every [3,000] [__
m3,900 [ ] cubic yards of cohesionless fill in accordance with
ASTM D4253 and ASTM D4254.

.22.3.2.3.2 In-Place Density Tests

Determ ne the in-place density of the cohesionless materials in accordance
wi th [ ASTM D1556/ D1556N] [, ASTM D2167] [, ASTM D6938] [, ASTM D2937] [,
or] [ASTM D5195]. Run not |less than one (1) field in-place density test on
[each |ift of material or] every [ ] cubic mcubic yards of conpleted
embanknment fill or backfill whichever is less. Randomy stagger horizonta
locations in the fill.[ Wen nuclear nethod is used for in-place density
testing according to ASTM D6938, include a sand cone correlation test in
accordance with ASTM D1556/ D1556N for the first test and every tenth test
thereafter for each nmaterial type. Performthe sand cone test adjacent to
the | ocation of the nuclear test, including a noninal 150 nm 6 inch

di ameter sand cone, and including a mininmumwet soil weight of 2.7 kg 6
pounds extracted fromthe hole. Subnit the density correlations with test
results. For each transmittal including density test data, include a
summary of all density correlations for the job neatly prepared on a
summary sheet including at a m ni mum

a. Test ldentification Nunber
b. Test | ocation

St ati on.

Coor di nat es.
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El evation of lift.

Lift nunmber (if appropriate).

Phot o nunber (if appropriate).

Meter serial nunmber and operators initials.

Standard count for each test.

Mat eri al type.

Pr obe dept h.

Moi sture content by each test nmethod and the deviation.
Wet density by each test nethod and the deviation.]

T Tereao0

[3.22.3.2.3.3 Water (Moisture) Content Tests

Perform determ nation of water content in accordance with ASTM D2216. [
ASTM D4643 may be used when rapid noisture content results are needed.
Confirmall rapid results obtained by ASTM D4643 by a test on a duplicate
sampl e performed in accordance with ASTM D2216. 1In the event of

di sagreenent between the results, ASTM D2216 will govern.] One water
content test will be perforned for each [ ] cubic mcubic yards of
material placed[ or each |ift of material whichever is less].[ These test
will be in addition to the water content tests perforned in conjunction
with in-place density tests.] Retest backfill and fills not neeting the
required specifications for water content after corrective neasures have
been appli ed.

11 3.22.3.2.4 Addi tional Testing

The Contracting Officer may request additional tests if there is reason to
doubt the adequacy of the conpaction, or special conpaction procedures are
bei ng used, or materials change or if the Contracting O ficer deternines
that the Contractor's testing is inadequate or the Contractor is
concentrating backfill and fill operations in a relatively snmall area.

13.22.3.3 Materials

Suitability of materials for use in enbanknent and backfill.

.22.3.4 Fill Placement

Layout, maintaining existing drainage, noisture control, thickness of

| ayers, renoval of oversized material, spreading and conpaction for
embanknment and backfill.

.22.3.5 Grade and Cross Section

Surveys to verify that the dinmensions, slopes, lines and grades conformto
those shown on the drawings.[ Surveys to nonitor settlenent gages to
measur e foundation settlenent.]

.22.3.6 Testing by the Government

During the Iife of this contract, the Governnent [or its Contractors] wll
performquality assurance tests. The performance of such tests may
tenporarily delay the Contractor and nust not be the basis for additiona
conpensation and/or tine. Mke available to the governnment [or its
Contractors] the equipnent to performthese test.

.22.3.7 Reporting

On a daily basis, furnish the inspection records and all material testing
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results, [the quantity of fill placed,] as well as the records of
corrective action taken, in accordance with Section 01 45 00.00 10
01 45 00.00 2001 45 00.00 40 QUALITY CONTRCL.

-- End of Section --
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