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SECTION 35 59 13.19

ARCH- TYPE RUBBER MARI NE FENDERS
04/06

NOTE: This guide specification covers the
requi renents for arch-type rubber marine fenders.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR.
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NOTE: On the project draw ngs, show | ocation of
fenders and size and spaci ng of fasteners.
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PART 1 GENERAL

1.1 REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature

when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically
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pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASME | NTERNATI ONAL ( ASME)

ASME B18.21.1 (2009; R 2016) Washers: Heli cal
Spring-Lock, Tooth Lock, and Pl ain Washers
(I'nch Series)

ASME B18. 22M (1981; R 2017) Metric Plain Washers
ASTM | NTERNATI ONAL ( ASTM
ASTM A479/ A479M (2018) Standard Specification for
Stainl ess Steel Bars and Shapes for Use in
Boil ers and O her Pressure Vessels
ASTM D1171 (2016; E 2016) Standard Test Method for

Rubber Deterioration - Surface Ozone
Cracki ng Qutdoors (Triangul ar Speci nens)

ASTM D2000 (2012; R 2017) Standard C assification
System for Rubber Products in Autonotive
Applications

ASTM D395 (2016; E 2017) Standard Test Methods for

Rubber Property - Conpression Set

ASTM D412 (2016) Standard Test Methods for
Vul cani zed Rubber and Thernopl astic
El astomers - Tension

ASTM D471 (2016a) Standard Test Method for Rubber
Property - Effect of Liquids

ASTM D573 (2004; R 2010) Standard Test Method for
Rubber - Deterioration in an Air Oven

ASTM D575 (1991; R 2012) Rubber Properties in
Compression

ASTM D624 (2000; R 2012) Standard Test Method for
Tear Strength of Conventional Vul canized
Rubber and Thernmopl astic El astoners

ASTM D746 (2014) Standard Test Method for

Brittl eness Tenperature of Plastics and
El ast oners by | npact
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ASTM F593

ASTM F594

(2017) Standard Specification for
Stainless Steel Bolts, Hex Cap Screws, and
Studs

(2009; E 2015) Standard Specification for
Stainless Steel Nuts

U. S. DEPARTMENT OF DEFENSE ( DOD)

MIL-PRF-907 (2018; Rev G AMD 1 2018) Antiseize Thread

1.2

Conpound, Hi gh Tenperature

SUBMITTALS

*
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NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G'. Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G’ to an item if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident Office; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e
requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*%

*%

*% *% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
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"G' designat
the Governne

ion identifies the office that will review the submttal for
nt.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY

REPORTI NG

Submit the following in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 03 Pr

oduct Dat a

Fender

Hardware

SD- 05 Design Data

React i on- - ener gy- - percent conpressi on curve

Dimension

Fender material specifications

Desi

gn cal cul ations

SD-06 Test Reports

M ni

Shor

mum Tensile Strength

e Hardness (Duroneter)

Modul us at 400 Percent El ongation

Maxi
Tear

M ni

mum Conpr essi on Set
Resi st ance

mum El ongati on

Ozone Resi st ance

Low

Tenperature | npact Resistance

Wat er Absorption

Heat

Resi st ance

Conpressi on Defl ection Resistance

Fender Conpression Test

Angul ar Fender Conpression Test

Tests shall have been perfornmed on the specified fender within 5

year
shal

s of submittal of the reports for approval. Test reports
| be acconpanied by notarized certificates fromthe

manuf acturer certifying that the tested material is of the sane
type, quality, manufacture and nmake as that proposed to be
supplied.

SD- 08 Manufacturer's lnstructions
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1

Installation Instructions
3 DELI VERY HANDLI NG AND STORAGE

Fenders shall be undanaged when delivered and shall be handl ed and stored
so as to prevent damage, such as bending or abrading end fittings, cutting
of rubber, or damage to coating of hardware. Protect fenders from exposure
to damaging liquids, oils, greases and extended exposure to sunlight.

PART 2 PRODUCTS

2.

1 CONFIGURATION
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NOTE: Coordi nate angle wi th angul ar conpression
test requirenents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Fender shall be extruded and shall be continuous in the |Iength indicated.
The fenders shall have a truncated "A" cross section shape and be attached
to the structure at the base, the widest dinension, of the arch. The
connecting hardware shall be fully exposed. No encased hardware or nol ded
fenders shall be allowed. The fender and hardware shall be desi gned and
factory tested to the | oads per linear neter foot of fender specified in
par agraph entitled "PERFORMANCE," for angles of approach of 0 and 0.26 rad
0 and 15 degrees. Fender anchor bolts and nethod of anchorage shall be of
the size and spacing required by the nanufacturer's design and testing;
however, the size and spacing of anchor bolts indicated on the draw ngs
shal |l be construed to be the m ni mumrequired, unless exceeded by the
requirenents of the fender manufacturer's design

.2 ELASTOMER

The el astomer shall be the ethyl ene propyl ene di nononmer (EPDM), as
specified in ASTM D2000, with the follow ng properties:

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Coordi nate values with cal cul ated design
requirements.
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ELASTOMER PROPERTY REQUI REMENTS
M ni mum Tensil e Strength (ASTM D412) [14 MPa] [___ ] [2000 psi] [___ 1
Shore Hardness (Durometer) (ASTM D412) [70 plus 5] [ ]
Modul us at 400 Percent El ongation ( [6.2 MPa] [___ 1 [900 psi] [____ 1
ASTM D412)
Maxi mum Conpr essi on Set (ASTM D395 Met hod [25] [____]1 Percent
B, Maximum Percent 22 Hr. at 70 Degrees C
158 Degrees F)
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ELASTOMER PROPERTY REQUI REMENTS

Tear Resistance (ASTM D624; DIE B Mn. 150 ([300] [____ ] Ib/in.
Ib/in)

M ni mum El ongati on (ASTM D412) [500] [____ ] Percent
Ozone Resistance (ASTM D1171 Exposure [80] [____ 1 Hplus

Met hod B; 70h Bent Loop at 38 Degrees C
100 Degrees F; 50pphm

Low Tenperature | npact Resistance (

(0]

] Degrees C [mnus 40] [

S

ASTM D746 Procedure B; Non-Brittle at Degrees F

m nus 55 Degrees C minus 67 Degrees F)

Wat er Absorption (ASTM D471 Method B; 70h [10.0] [____ ] Percent

at 100 Degrees C 212 Degrees F; Vol une

Change plus 5 Percent

Heat Resistance (ASTM D573; 70h at 100 Shal | exceed requirenents

Degrees C 212 Degrees F Ch Tensile,
m nus 25 Percent, Hardness plus 10

El ong.

Conpressi on Defl ection Resistance (
ASTM D575 Method B; 3 S Dwell at 23
Degrees C 73 Degrees F

Shal |

exceed requirenents

for plates,

angl es, and

for nuts and
except fabricate washers of

2.3 HARDWARE
2.3.1 Pl at es and Angl es
ASTM A479/ AA79N, Type 316L stainl ess steel
m scel | aneous hardware required to attach the fenders to the structure.
2.3.2 Nuts, Bolts, and Washers
ASTM F593 or ASTM F594, Group 2 (316 alloy) stainless steel
bolts. ASME B18. 22N ASME B18.21.1 for washers,
316 alloy stainless steel.
2.3.3 Anti sei ze Conpound
MIL-PRF-907 .
2.4 PERFORMANCE
NOTE: Coordi nate values with cal cul ated design

requirements.
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When vertically conpressed by a plate extending the full

*

*

*

*

*

xxxxx

| ength and width
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of a 0.30 mone foot section of the fender, the fender shall absorb [8950]
[ ] joules [6,600] [__ ] foot pounds of energy plus 10 percent when
[48] [___ ] percent conpressed (i.e., to a dinension of [52] [__ ]
percent of its original height) with a corresponding |load of not nore than
[85,402] [__ ] NJ[19,200] | ] pounds plus 10 percent.

2.4.1 FENDER COMPRESS| ON TEST

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

NOTE: Coordi nate values with cal cul ated design
requirements.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Conpress fender along its |ongitudinal axis between two parallel flat plate
surfaces to a conpressed dinmension of [48] [__ ] percent of its origina
hei ght. Record | oad and the corresponding deflection at 6 mm 1/4 inch
increments and plot as a graph of |oad versus deflection. The
Load- Defl ection curve shall then be integrated to generate an

Ener gy-Defl ection curve for the fender. After conpression of the fender to
[48] [___ ] percent of its original height, the fender shall be rebound to
98 percent of its original height within [ten] [ ] minutes after the

| oad is renoved

2.4.2 ANGULAR FENDER COWPRESSI ON TEST
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NOTE: Coordi nate values with cal cul ated design
requirements.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Conpress fender along its longitudinal axis between two flat plate
surfaces, at an angle of [0.26] [__ ] rad [15] [___ ] degrees to each
other, to a conpressed dinension of [48] [__ ] percent of its origina

hei ght. Record | oad and the corresponding deflection at 6 mm 1/4 inch
increments and plot as a graph of |oad versus deflection. The
Load- Defl ection curve shall then be integrated to generate an

Ener gy-Defl ection curve for the fender. After conpression of the fender to
[48] [___ ] percent of its original height, the fender shall rebound to 98
percent of its original height within [10] [ ] minutes after the |oad
is renoved

PART 3 EXECUTI ON
3.1 INSTALLATION

Install fenders with the fender longitudinal axis vertical. Install the
fenders in the position and at the spacing indicated on the draw ngs.

3.1.1 Anti sei ze Conpound

Coat threads of bolts prior to applying washers and nuts. Recoat bolt
thread projection beyond nut after tightening.

-- End of Section --
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