
**************************************************************************
USACE /  NAVFAC /  AFCEC /  NASA                UFGS- 08 11 13 ( Febr uar y 2010)
                                             Change 3 -  11/ 18
                                             - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
Pr epar i ng Act i v i t y:   NAVFAC                  Super sedi ng 
                                             UFGS- 08 11 13 ( August  2008)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref er ences ar e i n agr eement  wi t h UMRL dat ed Apr i l  2020
**************************************************************************

SECTION TABLE OF CONTENTS

DIVISION 08 - OPENINGS

SECTION 08 11 13

STEEL DOORS AND FRAMES

02/10

PART 1   GENERAL

  1.1   REFERENCES
  1.2   SUBMITTALS
  1.3   DELIVERY, STORAGE, AND HANDLING

PART 2   PRODUCTS

  2.1   STANDARD STEEL DOORS
    2.1.1   Classification - Level, Performance, Model
      2.1.1.1   Standard Duty Doors
      2.1.1.2   Heavy Duty Doors
      2.1.1.3   Extra Heavy Duty Doors
      2.1.1.4   Maximum Duty Doors
  2.2   CUSTOM HOLLOW METAL DOORS
  2.3   INSULATED STEEL DOOR SYSTEMS
  2.4   SOUND RATED STEEL DOORS
  2.5   ACCESSORIES
    2.5.1   Shelves for Dutch Doors
    2.5.2   Louvers
      2.5.2.1   Interior Louvers
      2.5.2.2   Exterior Louvers
    2.5.3   Astragals
    2.5.4   Moldings
  2.6   INSULATION CORES
  2.7   STANDARD STEEL FRAMES
    2.7.1   Welded Frames
    2.7.2   Knock-Down Frames
    2.7.3   Mullions and Transom Bars
    2.7.4   Stops and Beads
    2.7.5   Terminated Stops
    2.7.6   Cased Openings
    2.7.7   Anchors
      2.7.7.1   Wall Anchors
      2.7.7.2   Floor Anchors

SECTION 08 11 13  Page 1



  2.8   FIRE [AND] [SMOKE] DOORS AND FRAMES
    2.8.1   Labels
    2.8.2   Oversized Doors
    2.8.3   Astragal on Fire [and Smoke] Doors
  2.9   WEATHERSTRIPPING
    2.9.1   Integral Gasket
  2.10   HARDWARE PREPARATION
  2.11   FINISHES
    2.11.1   Factory-Primed Finish
    2.11.2   Hot-Dip Zinc-Coated and Factory-Primed Finish
    2.11.3   Electrolytic Zinc-Coated Anchors and Accessories
    2.11.4   Factory-Applied Enamel Finish
  2.12   FABRICATION AND WORKMANSHIP
    2.12.1   Grouted Frames
  2.13   PROVISIONS FOR GLAZING

PART 3   EXECUTION

  3.1   INSTALLATION
    3.1.1   Frames
    3.1.2   Doors
    3.1.3   Fire [and Smoke] Doors and Frames
  3.2   PROTECTION
  3.3   CLEANING
  3.4   SCHEDULE

-- End of Section Table of Contents --

SECTION 08 11 13  Page 2



**************************************************************************
USACE /  NAVFAC /  AFCEC /  NASA                UFGS- 08 11 13 ( Febr uar y 2010)
                                             Change 3 -  11/ 18
                                             - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
Pr epar i ng Act i v i t y:   NAVFAC                  Super sedi ng 
                                             UFGS- 08 11 13 ( August  2008)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref er ences ar e i n agr eement  wi t h UMRL dat ed Apr i l  2020
**************************************************************************

SECTION 08 11 13

STEEL DOORS AND FRAMES
02/10

**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s st eel  door s 
and f r ames.   Some par agr aphs may need t o be 
suppl ement ed t o meet  pr oj ect  r equi r ement s.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

**************************************************************************
NOTE:   On t he dr awi ngs,  show:

1.   Si zes of  door  openi ngs,  t hi cknesses of  door s,  
swi ngs,  and t r avel s of  door s,  and desi gn of  door s,  
whet her  f l ush panel ,  f ul l  f l ush,  panel ed,  gl azed,  or  
l ouver ed.   I t  i s  r ecommended t hat  st andar d door - t ype 
nomencl at ur e,  SDI  106,  be used t o i ndi cat e desi gns 
( e. g. ,  F,  L,  G,  GL i n l i eu of  A,  B,  C) .

2.   Det ai l s of  nonst r uct ur al  mul l i ons,  mul l i on 
cover s,  and r emovabl e mul l i ons.

3.   Type and t hi ckness of  gl azi ng r equi r ed;  whet her  
or  not  i nsul at i ng gl ass uni t s ar e r equi r ed.

4.   Met hod,  t ype,  and spaci ng r equi r ed f or  anchor i ng 
door  f r ames t o adj oi ni ng const r uct i on.
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5.   Li nt el s and r ei nf or cement  r equi r ed t o suppor t  
wal l s or  par t i t i ons above door s.

6.   Type of  shop f i ni sh on st eel  sur f aces.

7.   Fr ee ar ea f or  l ouver s i n door s.

8.   Compl et e door  schedul e.   Schedul e shoul d assi gn 
a separ at e number  f or  each openi ng and shoul d 
i ndi cat e door  t ype and st y l e,  mat er i al ,  desi gn,  
s i ze,  t hi ckness,  gl azed or  ungl azed,  c l ass f i r e 
r at i ng f or  f i r e door s,  har dwar e set  number ,  
t hr eshol d mat er i al ,  i f  any,  and mat er i al  f or  f r ames,  
mul l i ons,  and t r ansom bar s.

**************************************************************************

PART 1   GENERAL

1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

AMERICAN WELDING SOCIETY (AWS)

AWS D1.1/D1.1M (2020) Structural Welding Code - Steel

ASTM INTERNATIONAL (ASTM)

ASTM A653/A653M (2019) Standard Specification for Steel 
Sheet, Zinc-Coated (Galvanized) or 
Zinc-Iron Alloy-Coated (Galvannealed) by 
the Hot-Dip Process

ASTM A879/A879M (2012) Standard Specification for Steel 
Sheet, zinc Coated by the Electrolytic 
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Process for Applications Requiring 
Designation of the Coating Mass on Each 
Surface

ASTM A924/A924M (2018) Standard Specification for General 
Requirements for Steel Sheet, 
Metallic-Coated by the Hot-Dip Process

ASTM C578 (2018) Standard Specification for Rigid, 
Cellular Polystyrene Thermal Insulation

ASTM C591 (2019a) Standard Specification for Unfaced 
Preformed Rigid Cellular Polyisocyanurate 
Thermal Insulation

ASTM C612 (2014; R 2019) Mineral Fiber Block and 
Board Thermal Insulation

ASTM D2863 (2019) Standard Test Method for Measuring 
the Minimum Oxygen Concentration to 
Support Candle-Like Combustion of Plastics 
(Oxygen Index)

ASTM E283 (2004; R 2012) Determining the Rate of Air 
Leakage Through Exterior Windows, Curtain 
Walls, and Doors Under Specified Pressure 
Differences Across the Specimen

ASTM E1300 (2016) Standard Practice for Determining 
Load Resistance of Glass in Buildings

ASTM F2248 (2012) Standard Practice for Specifying an 
Equivalent 3-Second Duration Design 
Loading for Blast Resistant Glazing 
Fabricated with Laminated Glass

BUILDERS HARDWARE MANUFACTURERS ASSOCIATION (BHMA)

ANSI/BHMA A156.115 (2016) Hardware Preparation in Steel Doors 
and Steel Frames

NATIONAL ASSOCIATION OF ARCHITECTURAL METAL MANUFACTURERS (NAAMM)

NAAMM HMMA 810 (2009) Hollow Metal Doors

NATIONAL FIRE PROTECTION ASSOCIATION (NFPA)

NFPA 80 (2016; TIA 16-1) Standard for Fire Doors 
and Other Opening Protectives

NFPA 105 (2016; TIA 16-1) Standard for Smoke Door 
Assemblies and Other Opening Protectives

NFPA 252 (2017) Standard Methods of Fire Tests of 
Door Assemblies

STEEL DOOR INSTITUTE (SDI/DOOR)

SDI/DOOR 111 (2009) Recommended Selection and Usage 
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Guide for Standard Steel Doors, Frames and 
Accessories

SDI/DOOR 113 (2001; R2006) Standard Practice for 
Determining the Steady State Thermal 
Transmittance of Steel Door and Frame 
Assemblies

SDI/DOOR A250.3 (2007; R 2011) Test Procedure and 
Acceptance Criteria for Factory Applied 
Finish Painted Steel Surfaces for Steel 
Doors and Frames

SDI/DOOR A250.4 (2011) Test Procedure and Acceptance 
Criteria for Physical Endurance for Steel 
Doors and Hardware Reinforcing

SDI/DOOR A250.6 (2003; R2009) Recommended Practice for 
Hardware Reinforcing on Standard Steel 
Doors and Frames

SDI/DOOR A250.8 (2003; R2008) Recommended Specifications 
for Standard Steel Doors and Frames

SDI/DOOR A250.11 (2001) Recommended Erection Instructions 
for Steel Frames

UNDERWRITERS LABORATORIES (UL)

UL 10C (2016) UL Standard for Safety Positive 
Pressure Fire Tests of Door Assemblies

1.2   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a " G"  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
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f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are [for Contractor Quality 
Control approval.][for information only.  When used, a designation 
following the "G" designation identifies the office that will review the 
submittal for the Government.]  Submittals with an "S" are for inclusion 
in the Sustainability eNotebook, in conformance with Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

**************************************************************************
NOTE:   When weat her st r i ppi ng i s speci f i ed i n Sect i on 
08 71 00 FI NI SH HARDWARE del et e t he br acket ed i t em 
"Weatherstripping".

**************************************************************************

SD-02 Shop Drawings

Doors ; G[, [_____]]

Recycled Content for Steel Door Product ; S

Frames ; G[, [_____]]

Recycled Content for Steel Frame Product ; S

Accessories

[ Weatherstripping

] Show elevations, construction details, metal gages, hardware 
provisions, method of glazing, and installation details.

Schedule of Doors ; G[, [_____]]

Schedule of Frames ; G[, [_____]]

Submit door and frame locations.

**************************************************************************
NOTE:   When weat her st r i ppi ng i s speci f i ed i n Sect i on 
08 71 00 FI NI SH HARDWARE del et e t he br acket ed i t em 
"Weatherstripping".

**************************************************************************
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SD-03 Product Data

Doors ; G[, [_____]]

Frames ; G[, [_____]]

Accessories

[ Weatherstripping

] Submit manufacturer's descriptive literature for doors, frames, 
and accessories.  Include data and details on door construction, 
panel (internal) reinforcement, insulation, and door edge 
construction.  When "custom hollow metal doors" are provided in 
lieu of "standard steel doors," provide additional details and 
data sufficient for comparison to SDI/DOOR A250.8  requirements.

[ SD-04 Samples

Factory-applied enamel finish ; G[, [_____]]

Where colors are not indicated, submit manufacturer's standard 
colors and patterns for selection.

] 1.3   DELIVERY, STORAGE, AND HANDLING

Deliver doors, frames, and accessories undamaged and with protective 
wrappings or packaging.[  Strap knock-down frames in bundles.][  Provide 
temporary steel spreaders securely fastened to the bottom of each welded 
frame.]  Store doors and frames on platforms under cover in clean, dry, 
ventilated, and accessible locations, with  6 mm  1/4 inch  airspace between 
doors.  Remove damp or wet packaging immediately and wipe affected 
surfaces dry.  Replace damaged materials with new.

PART 2   PRODUCTS

2.1   STANDARD STEEL DOORS

**************************************************************************
NOTE:  I ncl ude t he br acket ed opt i on bel ow r egar di ng 
ext er i or  gl azi ng when per sonnel  densi t y i s gr eat er  
t han one per son per  40 squar e met er s 430 squar e f eet  
and t he mi ni mum AT/ FP st andof f  di st ances ar e met .   
Thi s does not  i ncl ude guar d t ype f aci l i t i es or  
s i ngl e and dupl ex det ached f ami l y housi ng.   These 
r equi r ement s ar e speci f i ed i n UFC 4- 010- 01 " DoD 
Mi ni mum Ant i t er r or i sm St andar ds f or  Bui l di ngs" .

**************************************************************************

SDI/DOOR A250.8 , except as specified otherwise.  Prepare doors to receive 
door hardware as specified in Section 08 71 00 .  Undercut where 
indicated.  Provide exterior doors with top edge closed flush and sealed 
to prevent water intrusion.  Provide doors at  44.5 mm  1-3/4 inch  thick, 
unless otherwise indicated.  Provide door material that uses a minimum of 
25 percent recycled content.  Provide data indicating percentage of 
recycled content for steel door product .[  Provide exterior glazing in 
accordance with ASTM F2248 and ASTM E1300.]
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2.1.1   Classification - Level, Performance, Model

**************************************************************************
NOTE:   When a door  l evel  i s  not  r equi r ed,  del et e t he 
ent i r e par agr aph f or  t hat  l evel .   Door  l evel s f or  
var i ous l ocat i ons shoul d be det er mi ned i n accor dance 
wi t h t he f ol l owi ng l i s t  and sound j udgment .

Cl oset  door s ( wi t hout  l ocks)                Level  1
I ndi v i dual  of f i ces,  st or age r ooms,
cl assr ooms,  pat i ent s '  r ooms,
bat hr ooms,  and bedr ooms ( except
BEQ bedr ooms)                               Level  2
BEQ sl eepi ng r oom ent r ance door s and i nt er i or  egr ess 
door s                                      Level  3
Exterior Mai n ent r ance and ci r cul at i on door s and 
ot her  l ocat i ons                            Level  4

Model  desi gnat i ons ar e as f ol l ows:

Model  1 Ful l  Fl ush Desi gn
Model  2 Seaml ess Desi gn
Model  3 St i l e and Rai l

Wher e appear ance i s i mpor t ant  and edge seams ar e 
obj ect i onabl e,  use Model  2.

Cor e const r uct i ons must  be at  t he manuf act ur er ' s 
di scr et i on and ar e as f ol l ows:

a.   Kr af t / Paper  Honeycomb
b.   Pol yur et hane Modi f i ed Pol y i socyanur at e
c.   Pol yst yr ene
d.   Mi ner al  Boar d
e.   Ver t i cal  St eel  St i f f ener s

**************************************************************************

2.1.1.1   Standard Duty Doors

SDI/DOOR A250.8 , Level 1, physical performance Level C, Model [1] [2], of 
size(s) and design(s) indicated and core construction as required by the 
manufacturer.  Provide [where shown][for doors No. [_____]].

2.1.1.2   Heavy Duty Doors

SDI/DOOR A250.8 , Level 2, physical performance Level B, Model [1][2], with 
core construction as required by the manufacturer [for interior doors][ 
and ][for exterior doors], of size(s) and design(s) indicated.  [Where 
vertical stiffener cores are required, the space between the stiffeners 
must be filled with mineral board insulation.][  Provide Level 2 [where 
indicated][for doors No. [_____]].]

2.1.1.3   Extra Heavy Duty Doors

SDI/DOOR A250.8 , Level 3, physical performance Level A, Model [1][2][3] 
with core construction as required by the manufacturer [for interior 
doors][ and ][for indicated exterior doors], of size(s) and design(s) 
indicated.[  Where vertical stiffener cores are required, the space 
between the stiffeners must be filled with mineral board insulation.][  
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Provide Level 3 [where indicated] [for doors No. [_____]].]

2.1.1.4   Maximum Duty Doors

SDI/DOOR A250.8 , Level 4, physical performance Level A, Model [1][2] with 
core construction as required by the manufacturer [for interior doors][ 
and ][for indicated exterior doors], of size(s) and design(s) indicated.[  
Where vertical stiffener cores are required, the space between the 
stiffeners must be filled with mineral board insulation.][  Provide Level 
4 [where indicated] [for doors No. [_____]].]

2.2   CUSTOM HOLLOW METAL DOORS

**************************************************************************
NOTE:   Cust om hol l ow met al  door s shoul d be i ncl uded 
i n pr oj ect s as a Cont r act or  opt i on t o st andar d 
hol l ow met al  door s.   The cost  of  t hese door s i s 
consi der ed compet i t i ve wi t h st andar d door s havi ng 
compar abl e qual i t y of  const r uct i on.

**************************************************************************

Provide custom hollow metal doors where nonstandard steel doors are 
indicated.  At the Contractor's option, custom hollow metal doors may be 
provided in lieu of standard steel doors.  Provide standard steel doors in 
the door size(s), design(s), materials, construction, gages, and finish as 
specified for standard steel doors and complying with the requirements of 
NAAMM HMMA 810.  Fill all spaces in doors with insulation.  Close top and 
bottom edges with steel channels not lighter than  1.5 mm thick  16 gage .[  
Close tops of exterior doors flush with an additional channel and seal to 
prevent water intrusion.]  Prepare doors to receive hardware specified in 
Section 08 71 00 DOOR HARDWARE.[  Undercut doors where indicated.]  
Provide doors at  44.5 mm  1-3/4 inch  thick, unless otherwise indicated.

2.3   INSULATED STEEL DOOR SYSTEMS

**************************************************************************
NOTE:   I nsul at ed st eel  door s and f r ames ar e 
r ecommended f or  ent r ances t o dwel l i ng uni t s.   They 
may al so be speci f i ed as a Cont r act or ' s opt i on t o 
Level  1 st andar d hol l ow met al  door s.   Edi t  or  del et e 
t he par agr aph t o sui t  t he pr oj ect .

**************************************************************************

[At the option of the Contractor, insulated steel doors and frames may be 
provided in lieu of Level 1 standard steel doors and frames.  Provide 
insulated steel doors in the door size(s), design, and material as 
specified for standard steel doors.  ]Provide insulated steel doors with a 
core of polyurethane foam; face sheets, edges, and frames of galvanized 
steel not lighter than  0.7 mm thick  23 gage ,  1.5 mm thick  16 gage , and  1.5 
mm 16 gage  respectively; magnetic weatherstripping; nonremovable-pin 
hinges; thermal-break aluminum threshold; and vinyl door bottom.  Provide 
to doors and frames a phosphate treatment, rust-inhibitive primer, and 
baked acrylic enamel finish.  Test doors in accordance with SDI/DOOR A250.4
 and meet the requirements for Level C.  Prepare doors to receive 
specified hardware.  Provide doors  44.5 mm  1-3/4 inch  thick.[  Provide 
insulated steel doors and frames [at entrances to dwelling units][where 
shown][_____].]
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[ 2.4   SOUND RATED STEEL DOORS

Provide sound rated doors with a Sound Transmission Class (STC) [of 
[_____]][as indicated on the drawings].

] 2.5   ACCESSORIES

2.5.1   Shelves for Dutch Doors

SDI/DOOR 111 .  Fabricate shelves of steel not lighter than  1.5 mm thick  16 
gage , [[_____]  mm inches  wide][of the size indicated].  Provide brackets 
of stock type fabricated of the same metal used to fabricate shelves.

2.5.2   Louvers

**************************************************************************
NOTE:   I nt er i or  and ext er i or  l ouver s ar e appl i ed t o 
st eel  door s di f f er ent l y.   I nt er i or  door  l ouver s ar e 
r emovabl e on si de by mol di ng f l ange and ext er i or  
door  l ouver  f r ames ar e per manent l y wel ded t o t he 
door  and pr ovi ded wi t h r emovabl e bi r d scr een or  
i nsect  scr een.

**************************************************************************

**************************************************************************
NOTE:   Avoi d l ouver s on ext er i or  door s i n humi d 
l ocat i ons or  pr oj ect  l ocat i ons wi t h Envi r onment al  
Sever i t y Cl assi f i cat i ons ( ESC)  of  C3 t hr u C5 as t hey 
ar e ver y suscept i bl e t o weat her  det er i or at i on.   
Humi d l ocat i ons ar e t hose i n ASHRAE cl i mat e zones 
0A,  1A,  2A,  3A,  3C,  4C and 5C ( as i dent i f i ed i n 
ASHRAE 90. 1) .   See UFC 1- 200- 01 f or  det er mi nat i on of  
ESC f or  pr oj ect  l ocat i ons.   Consi der  ot her  means of  
pr ovi di ng t he vent i ng f unct i on.

Ensur e t hat  l ouver s i n door s ar e dr ai nabl e,  
weat her pr oof  and f act or y pr i med.   Door s wi t h 
f act or y- i nst al l ed l ouver s ar e al so r ecommended.

**************************************************************************

2.5.2.1   Interior Louvers

**************************************************************************
NOTE:  Li ght pr oof  l ouver s ar e used when l i ght  
t r ansmi ssi on must  be avoi ded.   However ,  t hese 
pr ovi de a mi ni mal  f r ee ai r  f l ow.

**************************************************************************

SDI/DOOR 111 .  Where indicated, provide louvers of stationary 
[sightproof][ and ][lightproof] type[ where scheduled].[  Louvers for 
lightproof must shall not transmit light.]  Detachable moldings on room or 
non security side of door; on security side of door, moldings to be 
integral part of louver.  Form louver frames of  0.9 mm thick  20 gage  steel 
and louver blades of a minimum  0.6 mm  24 gage .[  Louvers for lightproof 
doors must have minimum of 20 percent net-free opening.][  Sightproof 
louvers to be inverted ["V" blade design with minimum 55][ and ][inverted 
["Y"] blade design with minimum 40] percent net-free opening.]
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2.5.2.2   Exterior Louvers

**************************************************************************
NOTE:   Use al umi num scr eens i n humi d l ocat i ons or  
pr oj ect  l ocat i ons wi t h Envi r onment al  Sever i t y 
Cl assi f i cat i ons ( ESC)  of  C3 t hr u C5.   Humi d 
l ocat i ons ar e t hose i n ASHRAE cl i mat e zones 0A,  1A,  
2A,  3A,  3C,  4C and 5C ( as i dent i f i ed i n ASHRAE 
90. 1) .   See UFC 1- 200- 01 f or  det er mi nat i on of  ESC 
f or  pr oj ect  l ocat i ons.

**************************************************************************

Provide louvers of the inverted ["Y"]["V"]["Z"] type with minimum of 
[30][55][35] percent net-free opening.  Weld or tenon louver blades to 
continuous channel frame and weld assembly to door to form watertight 
assembly.  Form louvers of hot-dip galvanized steel of same gage as door 
facings.  At louvers provide steel-framed [insect][bird] screens secured 
to room side and readily removable.  Provide [aluminum wire cloth,  7 by 7 
per 10 mm or 7 by 6 per 10 mm  18 by 18 or 18 by 16 inch  mesh, for insect 
screens][galvanized steel,  13 by 13 mm  1/2 by 1/2 inch  mesh hardware 
cloth, for bird screens].  Net-free louver area to be before screening.

2.5.3   Astragals

For pairs of exterior steel doors which will not have aluminum astragals 
or removable mullions, as specified in Section 08 71 00  DOOR HARDWARE 
provide overlapping steel astragals with the doors.[  For interior pairs 
of [fire rated][ and ][smoke control] doors, provide stainless steel 
astragals complying with NFPA 80  for fire rated assemblies][ and ][ NFPA 105
 for smoke control assemblies].

2.5.4   Moldings

Provide moldings around glass of interior and exterior doors and louvers 
of interior doors.  Provide nonremovable moldings on outside of exterior 
doors and on corridor side of interior doors.  Other moldings may be 
stationary or removable.  Secure inside moldings to stationary moldings, 
or provide snap-on moldings.  Provide muntins that interlock at 
intersections and are fitted plus welded to stationary moldings.

2.6   INSULATION CORES

Provide insulating cores of the type specified, and provide an apparent 
U-factor of .48 in accordance with SDI/DOOR 113  and conforming to:

a.  Rigid Cellular Polyisocyanurate Foam:  ASTM C591, Type I or II, 
foamed-in-place or in board form, with oxygen index of not less 
than 22 percent when tested in accordance with ASTM D2863; or

b.  Rigid Polystyrene Foam Board:  ASTM C578, Type I or II; or

c.  Mineral board:  ASTM C612, Type I.

2.7   STANDARD STEEL FRAMES

**************************************************************************
NOTE:   Desi gnat e whet her  f r ames ar e t o be wel ded or  
knock- down f i el d- assembl ed t ype.   Wel ded f r ames must  
be bui l t  i n.   Sl i p- on dr ywal l  f r ames must  be 
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knock- down t ype.   When bot h t ypes ar e r equi r ed f or  
t he pr oj ect ,  modi f y par agr aph t o speci f y bot h t ypes 
and l ocat i ons wher e r equi r ed.

**************************************************************************

SDI/DOOR A250.8 , Level [1][2][3][4], except as otherwise specified.  Form 
frames to sizes and shapes indicated, with [welded corners][ or 
][knock-down field-assembled corners].  Provide steel frames for doors, 
[transoms,] [sidelights,] [ mullions,] [cased openings,][ and ][interior 
glazed panels,] unless otherwise indicated.  Provide frame product that 
uses a minimum of 25 percent recycled content.  Provide data indicating 
percentage of recycled content for steel frame product .

2.7.1   Welded Frames

Continuously weld frame faces at corner joints.  Mechanically interlock or 
continuously weld stops and rabbets.  Grind welds smooth.

Weld frames in accordance with the recommended practice of the Structural 
Welding Code Sections 1 through 6, AWS D1.1/D1.1M  and in accordance with 
the practice specified by the producer of the metal being welded.

2.7.2   Knock-Down Frames

Design corners for simple field assembly by concealed tenons, splice 
plates, or interlocking joints that produce square, rigid corners and a 
tight fit and maintain the alignment of adjoining members.  Provide 
locknuts for bolted connections.

2.7.3   Mullions and Transom Bars

Provide mullions and transom bars of closed or tubular construction with 
heads and jambs butt-welded together[ or knock-down for field assembly].  
Bottom of door mullions must have adjustable floor anchors and spreader 
connections.

2.7.4   Stops and Beads

Form stops and beads from  0.9 mm thick  20 gage  steel.  Provide for glazed 
and other openings in standard steel frames.  Secure beads to frames with 
oval-head, countersunk Phillips self-tapping sheet metal screws or 
concealed clips and fasteners.  Space fasteners approximately  300 to 400 mm
 12 to 16 inch  on center.  Miter molded shapes at corners.  Butt or miter 
square or rectangular beads at corners.

2.7.5   Terminated Stops

**************************************************************************
NOTE:   Speci f y or  i ndi cat e when st ops ( r abbet  
st r i ps)  ar e r equi r ed t o be t er mi nat ed above t he 
f l oor ;  gener al l y,  t er mi nat ed st ops ar e used i n 
hospi t al s and si mi l ar  bui l di ngs t o el i mi nat e 
pr oj ect i ons on whi ch wheel s of  beds and car t s ar e 
caught  and t o el i mi nat e smal l ,  di r t - cat chi ng cor ner s.

**************************************************************************

Where indicated, terminate interior door frame stops  150 mm  6 inch  above 
floor.[  Do not terminate stops of frames for [lightproof,] [soundproof,] 
[or lead-lined] doors.]
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2.7.6   Cased Openings

Fabricate frames for cased openings of same material, gage, and assembly 
as specified for metal door frames, except omit door stops and preparation 
for hardware.

2.7.7   Anchors

Provide anchors to secure the frame to adjoining construction.  Provide 
steel anchors, zinc-coated or painted with rust-inhibitive paint, not 
lighter than  1.2 mm thick  18 gage .

2.7.7.1   Wall Anchors

Provide at least three anchors for each jamb.  For frames which are more 
than  2285 mm  7.5 feet  in height, provide one additional anchor for each 
jamb for each additional  760 mm  2.5 feet  or fraction thereof.

a.  Masonry:  Provide anchors of corrugated or perforated steel straps 
or  5 mm  3/16 inch  diameter steel wire, adjustable or T-shaped;

b.  Stud partitions:  Weld or otherwise securely fasten anchors to 
backs of frames.  Design anchors to be fastened [to wood studs 
with nails,] [to closed steel studs with sheet metal screws, and 
to open steel studs by wiring or welding];

c.  Completed openings:  Secure frames to previously placed concrete 
or masonry with expansion bolts in accordance with SDI/DOOR 111 ; 
and

d.  Solid plaster partitions:  Secure anchors solidly to back of 
frames and tie into the lath.  Provide adjustable top strut 
anchors on each side of frame for fastening to structural members 
or ceiling construction above.  Provide size and type of strut 
anchors as recommended by the frame manufacturer.

2.7.7.2   Floor Anchors

**************************************************************************
NOTE:   Ext ensi on cl i ps at  bot t om of  f r ames ar e 
usual l y r equi r ed i n l ocat i ons wher e f l oor  f i l l  
occur s on t op of  st r uct ur al  s l abs,  and t he met al  
f r ames and par t i t i ons ar e i nst al l ed bef or e t he f i l l  
i s  pl aced.   I n such cases,  t he dr awi ngs or  
speci f i cat i ons shoul d i ndi cat e t he di st ance r equi r ed 
bet ween t he r ough sl ab and f i ni shed f l oor .

**************************************************************************

Provide floor anchors drilled for  10 mm  3/8 inch  anchor bolts at bottom of 
each jamb member.  [Where floor fill occurs, terminate bottom of frames at 
the indicated finished floor levels and support by adjustable extension 
clips resting on and anchored to the structural slabs.]

2.8   FIRE [AND] [SMOKE] DOORS AND FRAMES

**************************************************************************
NOTE:   For  each openi ng r equi r i ng l abel ed door s,  
speci f y or  i ndi cat e t he hour l y r at i ng of  f i r e door s,  
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as est abl i shed by t he Nat i onal  Fi r e Pr ot ect i on 
Associ at i on.   When l abel ed door s ar e necessar y on 
bot h s i des of  a f i r e wal l ,  pr ovi de adequat e 
det ai l s.   Label s cannot  be obt ai ned f or  
doubl e- act i ng door s or  f or  st eel  angl e f r ames.   
Met al  f r ames t o r ecei ve l abel ed wood f i r e door s must  
al so be l abel ed.

**************************************************************************

NFPA 80  [and] [ NFPA 105 ] and this specification.  The requirements of 
NFPA 80  [and] [ NFPA 105 ] takes precedence over details indicated or 
specified.

2.8.1   Labels

Provide fire doors and frames bearing the label of Underwriters 
Laboratories (UL), Factory Mutual Engineering and Research (FM), or 
Warnock Hersey International (WHI) attesting to the rating required.  
Testing must be in accordance with NFPA 252  or UL 10C .  Provide labels 
that are metal with raised letters, bearing the name or file number of the 
door and frame manufacturer.  Labels must be permanently affixed at the 
factory to frames and to the hinge edge of the door.  Do not paint door 
and labels.

2.8.2   Oversized Doors

For fire doors and frames which exceed the size for which testing and 
labeling are available, furnish certificates stating that the doors and 
frames are identical in design, materials, and construction to a door 
which has been tested and meets the requirements for the class indicated.

2.8.3   Astragal on Fire [and Smoke] Doors

On pairs of labeled fire doors, conform to NFPA 80  and UL requirements.[  
On smoke control doors, conform to NFPA 105 .]

2.9   WEATHERSTRIPPING

**************************************************************************
NOTE:   Weat her st r i ppi ng i s speci f i ed i n Sect i on 08 
71 00 DOOR HARDWARE because i t  i s  usual l y f ur ni shed 
by t he har dwar e suppl i er .   Del et e t he br acket ed 
subpar agr aph i f  i t  i s  not  appl i cabl e.

**************************************************************************

As specified in Section 08 71 00  DOOR HARDWARE.

**************************************************************************
NOTE:   I f  weat her st r i ppi ng i s speci f i ed i n t hi s 
sect i on,  del et e t he pr evi ous st at ement  above and t he 
br acket s bel ow and pr ovi de t he f ol l owi ng dat a:   
Maxi mum ai r  l eakage r at es ar e 2. 19 by 10- 5 cms per  
sq.  m 0. 5 cf m per  sq.  f t .  of  door  ar ea f or  
r esi dent i al  swi ngi ng door s and 5. 48 by 10- 5 cms per  
sq.  m 1. 25 cf m per  sq.  f t .  of  door  ar ea f or  
non- r esi dent i al  swi ngi ng door s.

**************************************************************************
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[ 2.9.1   Integral Gasket

Black synthetic rubber gasket with tabs for factory fitting into factory 
slotted frames, or extruded neoprene foam gasket made to fit into a 
continuous groove formed in the frame, may be provided in lieu of head and 
jamb seals specified in Section 08 71 00  DOOR HARDWARE.  Insert gasket in 
groove after frame is finish painted.  Provide doors where air leakage of 
weatherstripped doors does not exceed  [2.19 by 10-5] [5.48 by 10-5] cubic 
meters per second of air per square meter  [0.5] [1.25] cubic feet per 
minute of air per square foot  of door area when tested in accordance with 
ASTM E283.

] 2.10   HARDWARE PREPARATION

Provide minimum hardware reinforcing gages as specified in SDI/DOOR A250.6 .  
Drill and tap doors and frames to receive finish hardware. Prepare doors 
and frames for hardware in accordance with the applicable requirements of 
SDI/DOOR A250.8  and SDI/DOOR A250.6 .  For additional requirements refer to 
ANSI/BHMA A156.115 . Drill and tap for surface-applied hardware at the 
project site.  Build additional reinforcing for surface-applied hardware 
into the door at the factory.  Locate hardware in accordance with the 
requirements of SDI/DOOR A250.8 , as applicable.  Punch door frames [, with 
the exception of frames that will have weatherstripping [or] [lightproof] 
[or] [soundproof] gasketing,] to receive a minimum of two rubber or vinyl 
door silencers on lock side of single doors and one silencer for each leaf 
at heads of double doors.  Set lock strikes out to provide clearance for 
silencers.

2.11   FINISHES

**************************************************************************
NOTE:   Speci f y t he t ype f i ni sh r equi r ed f or  t he t ype 
of  st eel  used f or  f abr i cat i on of  door s and f r ames.   
Speci f y hot - di p z i nc- coat ed st eel  f or  met al  door s 
and f r ames i n humi d l ocat i ons or  pr oj ect  l ocat i ons 
wi t h Envi r onment al  Sever i t y Cl assi f i cat i ons ( ESC)  of  
C3 t hr u C5.   Humi d l ocat i ons ar e t hose i n ASHRAE 
cl i mat e zones 0A,  1A,  2A,  3A,  3C,  4C and 5C ( as 
i dent i f i ed i n ASHRAE 90. 1) .   See UFC 1- 200- 01 f or  
det er mi nat i on of  ESC f or  pr oj ect  l ocat i ons.   
Gal vanneal ed st eel  i s  sui t abl e f or  i nt er i or  door s 
and f r ames i n most  bui l di ngs.   Unl ess f act or y f i ni sh 
coat i ng i s r equi r ed,  speci f y f i ni sh coat i ng wi l l  be 
appl i ed by f i el d pai nt i ng i n Sect i on 09 90 00 PAI NTS 
AND COATI NGS.

**************************************************************************

[ 2.11.1   Factory-Primed Finish

Thoroughly clean all surfaces of doors and frames then chemically treat 
and factory prime with a rust inhibiting coating as specified in 
SDI/DOOR A250.8 .[ , or paintable A25 galvannealed steel without primer.  
Where coating is removed by welding, apply touchup of factory primer.]

][ 2.11.2   Hot-Dip Zinc-Coated and Factory-Primed Finish

Fabricate [exterior][interior][scheduled] doors and frames from hot dipped 
zinc coated steel, alloyed type, that complies with ASTM A924/A924M and 
ASTM A653/A653M .  The coating weight must meet or exceed the minimum 
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requirements for coatings having 0.4 ounces per square foot  122 grams per 
square meter , total both sides, i.e., A40ZF120.  Repair damaged 
zinc-coated surfaces by the application of zinc dust paint.  Thoroughly 
clean and chemically treat to insure maximum paint adhesion.  Factory 
prime as specified in SDI/DOOR A250.8 .[  Provide for [exterior doors][ and 
][interior doors][door openings No. [_____]]].

] 2.11.3   Electrolytic Zinc-Coated Anchors and Accessories

Provide electrolytically deposited zinc-coated steel in accordance with 
ASTM A879/A879M , Commercial Quality, Coating Class A.  Phosphate treat and 
factory prime zinc-coated surfaces as specified in SDI/DOOR A250.8 .

[ 2.11.4   Factory-Applied Enamel Finish

**************************************************************************
NOTE:   Use t hi s par agr aph i f  f i el d coat i ngs as 
speci f i ed i n Sect i on 09 90 00 PAI NTS AND COATI NGS 
ar e not  r equi r ed or  pr ovi ded.   One coat  of  
f act or y- appl i ed enamel  f i ni sh i s r eadi l y avai l abl e 
i n st andar d col or s.   Two coat s and speci al  col or s 
add t o cost  and t o del i ver y t i me.

**************************************************************************

Provide coatings that meet test procedures and acceptance criteria in 
accordance with SDI/DOOR A250.3 .  After factory priming, apply [one 
coat][two coats] of [low-gloss][medium-gloss] enamel to exposed surfaces.  
Separately bake or oven dry each coat.  Drying time and temperature 
requirements must be in accordance with the coating manufacturer's 
recommendations.  Provide finish coat color(s) [as indicated][_____] to 
match approved color sample(s).

] 2.12   FABRICATION AND WORKMANSHIP

Provide finished doors and frames that are strong and rigid, neat in 
appearance, and free from defects, waves, scratches, cuts, dents, ridges, 
holes, warp, and buckle.  Provide molded members that are clean cut, 
straight, and true, with joints coped or mitered, well formed, and in true 
alignment.  Dress exposed welded and soldered joints smooth.  Design door 
frame sections for use with the wall construction indicated.  Corner 
joints must be well formed and in true alignment.  Conceal fastenings 
where practicable.[  Frames for use in solid plaster partitions must be 
welded construction.][  On wraparound frames for masonry partitions, 
provide a throat opening  3 mm  1/8 inch  larger than the actual masonry 
thickness.][  Design[ other] frames in exposed masonry walls or partitions 
to allow sufficient space between the inside back of trim and masonry to 
receive caulking compound.]

2.12.1   Grouted Frames

For frames to be installed in exterior walls and to be filled with mortar 
or grout, fill the stops with strips of rigid insulation to keep the grout 
out of the stops and to facilitate installation of stop-applied head and 
jamb seals.

2.13   PROVISIONS FOR GLAZING

Materials are specified in Section 08 81 00 , GLAZING.
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PART 3   EXECUTION

3.1   INSTALLATION

3.1.1   Frames

Set frames in accordance with SDI/DOOR A250.11 .  Plumb, align, and brace 
securely until permanent anchors are set.  Anchor bottoms of frames with 
expansion bolts or powder-actuated fasteners.  Build in or secure wall 
anchors to adjoining construction.  [Where frames require ceiling struts 
or overhead bracing, anchor frames to the struts or bracing.]  [Backfill 
frames with mortar.  Coat inside of frames with corrosion-inhibiting 
bituminous material.  For frames in exterior walls, ensure that stops are 
filled with rigid insulation before grout is placed.]

3.1.2   Doors

Hang doors in accordance with clearances specified in SDI/DOOR A250.8 .  
After erection and glazing, clean and adjust hardware.

3.1.3   Fire [and Smoke] Doors and Frames

Install fire doors and frames, including hardware, in accordance with 
NFPA 80 .[  Install[ fire rated] smoke doors and frames in accordance with [
NFPA 80 ][ and ][ NFPA 105 ].]

3.2   PROTECTION

Protect doors and frames from damage.  Repair damaged doors and frames 
prior to completion and acceptance of the project or replace with new, as 
directed.  Wire brush rusted frames until rust is removed.  Clean 
thoroughly.  Apply an all-over coat of rust-inhibitive paint of the same 
type used for shop coat.

3.3   CLEANING

Upon completion, clean exposed surfaces of doors and frames thoroughly.  
Remove mastic smears and other unsightly marks.

3.4   SCHEDULE

Some metric measurements in this section are based on mathematical 
conversion of inch-pound measurements, and not on metric measurement 
commonly agreed to by the manufacturers or other parties.  The inch-pound 
and metric measurements are as follows:

PRODUCTS INCH-POUND  METRIC

Door thickness 1-3/4 inch 44.5 mm

Steel channels 16 gage 1.5 mm
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PRODUCTS INCH-POUND  METRIC

Steel Sheet 23 gage 0.7 mm

16 gage 1.5 mm

20 gage 0.9 mm

18 gage 1.2 mm

Anchor bolts 3/8 inch 10 mm

        -- End of Section --
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