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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  f abr i cat i on and er ect i on of  cr oss 
l ami nat ed t i mber  panel s f or  wal l s,  f l oor s,  r oof s,  
par t i t i ons,  and al l  met al  shapes and har dwar e 
r equi r ed f or  t hei r  i nst al l at i on.   The t er m " cr oss 
l ami nat ed t i mber "  compr i ses sui t abl y sel ect ed and 
pr epar ed l ayer s of  l umber  bonded t oget her  wi t h 
adhesi ves,  t he gr ai n of  whi ch i s or i ent ed i n accor d 
wi t h engi neer ed wood speci f i cat i ons,  t ypi cal l y wi t h 
ever y ot her  l ayer  set  per pendi cul ar l y t o each ot her .

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   Cr oss l ami nat ed t i mber  ( CLT)  i s an engi neer ed 
wood bui l di ng syst em used t o compl ement  l i ght - and 
heavy- t i mber  f r ami ng opt i ons.  Layer s of  l umber  ar e 
l ami nat ed t oget her  i n al t er nat i ng di r ect i ons t o f or m 
a sol i d wood panel  wi t h hi gh st r engt h and 
di mensi onal  st abi l i t y .   Typi cal  l ay- ups use an odd 
number  of  l ayer s,  r esul t i ng i n a pr i mar y and 
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secondar y st r uct ur al  axi s.  Manuf act ur ed panel s ar e 
typically  2. 4 t o 3 m 8 t o 10 f eet  wi de,  up t o 510 mm 
20 i nches t hi ck,  and up t o 20 m 64 f eet  l ong.   75 
per cent  l i ght er  t han concr et e,  t hey can be used as 
an economi cal  al t er nat i ve t o concr et e s l abs,  masonr y 
and st eel  i n many bui l di ng t ypes.  The manuf act ur i ng 
pr ocess has been st andar di zed,  but  t he panel s ar e 
f abr i cat ed as needed t o cust om di mensi ons.

**************************************************************************

**************************************************************************
NOTE:   I ncl ude i n t he dr awi ngs:

Det ai l s of  al l  panel s,  showi ng cr oss sect i ons and 
dimensions.

I ncl ude i n desi gns,  engi neer ed wood speci f i cat i ons 
i ncl udi ng Fb and Modul us of  El ast i c i t y f or  Lami nat ed 
Veneer  Lumber ,  and Fb and gr adi ng.   Speci f i cat i ons 
t o use Nat i onal  Desi gn St andar ds.

Assumed l oads,  i ncl udi ng f l oor  l i ve l oad,  r oof  l i ve 
l oad,  wi nd l oad,  and concent r at ed l oads ( par t i t i ons,  
and equi pment  mount ed on or  suspended t her ef r om) .

Layout ,  showi ng l ocat i on of  l ami nat ed member s and 
f l oor  el evat i ons,  and i dent i f i cat i on of  Appear ance 
Grades.

Det ai l s of  hanger s f or  suspended cei l i ngs,  pi pes,  
l i ght  f i x t ur es,  or  ot her  const r uct i on,  as r equi r ed.

Det ai l s of  met al  shapes and har dwar e r equi r ed f or  
connections.

Pr essur e pr eser vat i ve t r eat ment  f or  pr ot ect i on 
agai nst  decay and i nsect s i n accor dance wi t h AI TC 
109.   I t  shoul d be i ncor por at ed i nt o speci f i cat i on 
when wet  use condi t i ons pr evai l .

**************************************************************************

1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
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be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

Some referenced standards and criteria for Glued-Laminated Wood are being 
applied to Cross-Laminated Timber (CLT) as a similar material by reference 
in this section.

AMERICAN INSTITUTE OF STEEL CONSTRUCTION (AISC)

AISC 360 (2016) Specification for Structural Steel 
Buildings

AMERICAN INSTITUTE OF TIMBER CONSTRUCTION (AITC)

AITC 109 (2007) Standard for Preservative Treatment 
of Structural Glued Laminated Timber

AMERICAN SOCIETY OF CIVIL ENGINEERS (ASCE)

ASCE 7-16 (2017; Errata 2018; Supp 1 2018) Minimum 
Design Loads and Associated Criteria for 
Buildings and Other Structures

AMERICAN WOOD COUNCIL (AWC)

AWC NDS (2015) National Design Specification (NDS) 
for Wood Construction

AMERICAN WOOD PROTECTION ASSOCIATION (AWPA)

AWPA T1 (2021) Use Category System: Processing and 
Treatment Standard

AWPA U1 (2021) Use Category System: User 
Specification for Treated Wood

APA - THE ENGINEERED WOOD ASSOCIATION (APA)

ANSI/APA PRG 320 (2012) Standard for Performance Rated 
Cross-Laminated Timber

APA EWS S580D (2013) Technical Note:  Preservative 
Treatment of Glued Laminated Timber

APA EWS T300 (2007) Technical Note: Glulam Connection 
Details

ASTM INTERNATIONAL (ASTM)

ASTM A36/A36M (2019) Standard Specification for Carbon 
Structural Steel

ASTM A276/A276M (2017) Standard Specification for 
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Stainless Steel Bars and Shapes

ASTM A666 (2015) Standard Specification for Annealed 
or Cold-Worked Austenitic Stainless Steel 
Sheet, Strip, Plate and Flat Bar

ASTM A1011/A1011M (2018a) Standard Specification for Steel 
Sheet and Strip, Hot-Rolled, Carbon, 
Structural, High-Strength Low-Alloy, 
High-Strength Low-Alloy with Improved 
Formability, and Ultra-High Strength

FPInnovations (FPI)

SP-529E (2013) CLT Handbook, Cross-Laminated 
Timber (U.S. Edition)

INTERNATIONAL CODE COUNCIL (ICC)

ICC IBC (2018) International Building Code

INTERNATIONAL ORGANIZATION FOR STANDARDIZATION (ISO)

ISO ISO/IEC 17020 (2012) Conformity Assessment - 
Requirements for the Operation of Various 
Types of Bodies Performing Inspection

ISO ISO/IEC 17065 (2012) Conformity Assessment - 
Requirements for Bodies Certifying 
Products, Processes and Services

1.2   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t ,  and cor r espondi ng submi t t al  
i t ems i n t he t ext ,  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .   The Gui de Speci f i cat i on 
t echni cal  edi t or s have cl assi f i ed t hose i t ems t hat  
r equi r e Gover nment  appr oval ,  due t o t hei r  compl exi t y 
or  cr i t i cal i t y,  wi t h a " G. "   Gener al l y,  ot her  
submi t t al  i t ems can be r evi ewed by t he Cont r act or ' s 
Qual i t y Cont r ol  Syst em.   Onl y add a " G"  t o an i t em,  
i f  t he submi t t al  i s  suf f i c i ent l y i mpor t ant  or  
compl ex i n cont ext  of  t he pr oj ect .

For  Ar my pr oj ect s,  f i l l  i n t he empt y br acket s 
f ol l owi ng t he " G"  c l assi f i cat i on,  wi t h a code of  up 
t o t hr ee char act er s t o i ndi cat e t he appr ovi ng 
aut hor i t y.   Codes f or  Ar my pr oj ect s usi ng t he 
Resi dent  Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.
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The " S"  c l assi f i cat i on i ndi cat es submi t t al s r equi r ed 
as pr oof  of  compl i ance f or  sust ai nabi l i t y  Gui di ng 
Pr i nci pl es Val i dat i on or  Thi r d Par t y Cer t i f i cat i on 
and as descr i bed i n Sect i on 01 33 00 SUBMI TTAL 
PROCEDURES.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" or "S" 
classification.  Submittals not having a "G" or "S" classification are 
[for Contractor Quality Control approval.][for information only.  When 
used, a code following the "G" classification identifies the office that 
will review the submittal for the Government.]  Submit the following in 
accordance with Section 01 33 00  SUBMITTAL PROCEDURES:

SD-03 Product Data

Custom Finishes ; G[, [____]]

SD-04 Samples

Exposed-To-View Surfaces ; G[, [____]]

SD-05 Design Data

Installation Drawings

SD-07 Certificates

AITC Quality Mark or APA-EWS Trademark

Cross-Laminated Timber Panels

Conformance Certification

SD-08 Manufacturer's Instructions

Erection Procedures

Handling

1.3   QUALITY ASSURANCE

1.3.1   Qualifications for Cross Laminated Timber (CLT) Manufacturer

Provide panels that meet ANSI/APA PRG 320  standards, factory produced by 
an American Institute of Timber Construction (AITC) or APA - The 
Engineered Wood Association (APA) licensed manufacturer.  Factory mark 
every panel with AITC Quality Mark or APA-EWS trademark  and provide a 
certificate of conformance.  Marks must not be visible in final assembly.  
Manufacture of the panels must conform to AWC NDS and SP-529E .

1.3.2   Certifications

Submit certificates for cross-laminated timber panels .  Include a product 
report or laboratory report issued by a U.S. product certification agency 

SECTION 06 17 19  Page 7



accredited under ISO ISO/IEC 17065  or a U.S. product inspection agency 
accredited under ISO ISO/IEC 17020 .  Include the following information in 
the certification:

a.  CLT Manufacturer's Standards

b.  CLT stress grade and appearance classification

c.  Lay-up of wood, species and grades used

d.  Connection Hardware Standards in accordance with CLT Manufacturer's 
specifications

e.  Manufacturer's panel durability tests and testing results

Ensure material tested is typical of a production run of the same material 
used in the project.  Conduct tests on the same production lot(s) for 
delivery of the panels.

1.3.3   Surfaces

Submit three samples,  100 millimeter  4 inches  minimum square by three 
laminate thickness for industrial grade faced product and  300 millimeter  
12 inches  square by three laminate thickness sample for 
visual/architectural grade panels to illustrate the quality and color of 
exposed-to-view surfaces .

1.4   DELIVERY, STORAGE, AND HANDLING

Deliver the panels to the project site in covered or protected systems in 
accordance with manufacturer's standards or recommended instructions for 
proper handling and storage.  Label and deliver in sequence of 
construction for the project, equipped with loading straps by the 
manufacturer, erected by certified crane operators and fabrication 
handlers and protected for prolonged inclement weather conditions after 
erected.  Replace any damaged or deteriorated panels.

Submit manufacturer's instructions for handling, erection procedures , 
sequencing, administration of screws and attachments and recommended tools 
and tolerances.  Note applicable safety precautions and standards.  Have a 
copy of all instructions present on the project site.

PART 2   PRODUCTS

2.1   SYSTEM DESIGN

Verify all field measurements prior to preparation of fabrication and 
Installation drawings to ensure proper fitting of the work.

2.1.1   Drawings

Provide installation drawings  for CLT panels showing sequence of 
placement, location, sizes, overall dimensions, reinforcement, screw and 
attachment locations, safe handling directions and any special erection 
instructions.  Include any reinforcement necessary for safe handling and 
erection of panels.  Identify each panel and the corresponding sequence 
and procedure followed during installation, and location and details of 
anchorage devices that are embedded in other construction on layout 
drawings.
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2.1.2   Conformance Certification

Submit signed and sealed documentation prepared by a licensed professional 
[engineer] [architect] verifying conformance with ASCE 7-16 , AWC NDS and 
ICC IBC  standards.

2.2   MATERIALS

2.2.1   General

Provide CLT Panels fabricated in accordance with ANSI/APA PRG 320 .

2.2.2   Lumber

**************************************************************************
NOTE:   Desi gner  shoul d det er mi ne t he speci es and 
gr ade based on t he desi gn appl i cat i on and use,  and 
del et e t he non- appl i cabl e sel ect i ons bel ow.

Sel ect  t he appr opr i at e st r ess gr ade f r om ANSI / APA 
PRG 320,  or  descr i be i n det ai l  an al t er nat i ve 
gr adi ng r equi r ed.  ( ANSI / APA PRG 320 gr ades ar e not  
mandat or y t o meet  t he st andar d.   Al t er nat i ve gr adi ng 
i s al l owed. )   When CLT i s used as a f l oor  s l ab,  
ensur e a gr ade i s sel ect ed f or  t he span t o l i mi t  
def l ect i on t o l / 480 or  a maxi mum of  13 mm a hal f  of  
an i nch.

Sel ect  one of  t he f ol l owi ng appear ance gr ades:

Ar chi t ect ur al  gr ade cont ai ns nor mal  gr owt h 
char act er i st i cs such as t i ght  knot s and medi um 
seasoni ng checks.   Al l  knot  hol es and voi ds over  19mm
 3/ 4 i nch ar e f i l l ed.   

I ndust r i al  gr ade has a gr eat er  number  of  open 
def ect s,  i ncl udi ng knot  hol es.   I ndust r i al  gr ade i s 
appr opr i at e f or  i ndust r i al  i nst al l at i ons,  f l oor  
beams,  conceal ed const r uct i on,  or  ot her  appl i cat i ons 
wher e appear ance i s not  an i mpor t ant  consi der at i on.

**************************************************************************

2.2.2.1   Stress Grade

CLT panels must be [E1] [E2] [E3] [V1] [V2] [_____] stress grade, graded 
in accordance with ANSI/APA PRG 320 .

2.2.2.2   Appearance Classification

CLT panels must meet the [Architectural] [Industrial] appearance 
classification in accordance with ANSI/APA PRG 320 .

2.2.2.3   Moisture Content

Comply with ANSI/APA PRG 320  for moisture content, up to a maximum of 15 
percent, and compatible with the criteria of the certified adhesive 
applied.
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[ 2.2.3   Preservative[ and Fire-Retardant] Treatment

**************************************************************************
NOTE:   I ncl ude headi ng and f ol l owi ng par agr aphs when 
f i r e- r et ar dant  t r eat ment  i s r equi r ed t o achi eve a 
speci f i ed f l ame spr ead r at i ng.   Fi r e- r et ar dant  
t r eat ment  i s i nt ended and r ecommended onl y f or  
i nt er i or  use and i n l ocat i ons not  subj ect  t o 
al t er nat e wet t i ng or  dr yi ng act i on.   AI TC 109 and 
APA S580 ar e f or  pr eser vat i ve t r eat ed wood 
exclusively.

**************************************************************************

Wherever CLT is in the exterior of the conditioned building envelope; or 
in direct contact with the ground, building foundation, or concrete; or in 
damp or humid service conditions, use preservative treated wood.[  Treat 
exposed structural panels with a fire retardant to attain a UL flame 
spread rating not greater than 25.]  Pressure impregnate [preservative] 
[fire-retardant] treated wood with an approved process for the location in 
accordance with AITC 109  or APA EWS S580D, AWPA T1, and AWPA U1.  Any 
strength or stiffness reduction due to treatment must be provided by the 
treater.  Kiln dry all wood after treatment to remove the moisture added 
during treatment.  Moisture content throughout material after drying must 
be less than 15 percent.

] 2.2.4   Adhesive

Adhesives must be certified by test for use with the species to which it 
is applied in accordance with ANSI/APA PRG 320 .  Apply and allow set times 
as required by the adhesive manufacturer's instructions.  Also, apply 
pressure on the panels and for the duration during manufacture as required 
by the adhesive manufacturer's instructions.

[ 2.2.5   Finishes

**************************************************************************
NOTE:   Del et e t hi s when f i ni shes ar e not  r equi r ed.

The bl ank set  of  br acket s al l ows speci f i cat i on of  
color.

**************************************************************************

[No protective coating of the base panels is required.] [Submit custom 
finishes  as specified by the designer and applied by the factory or on 
site.] [Provide cross-laminated timber members with standard factory wiped 
stain and clear varnish finish [as indicated by manufacturer's 
designations] [match sample] [as selected from manufacturer's full range] 
[_____]]

][ 2.2.6   Timber Hardware

**************************************************************************
NOTE:   Del et e t hi s par agr aph when t i mber  har dwar e i s 
not  r equi r ed.

**************************************************************************

Design connections to AWC NDS, and AISC 360  unless specifically detailed 
by the Engineer of Record, to resist shears, moments and forces 
indicated.  Fabricate connective hardware in accordance with AISC 360 .
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Clean oil, dirt, rust, and foreign matter from all metal surfaces.

[ 2.2.6.1   Structural Steel

Provide structural steel shapes, plates, and flat bars as indicated for 
assembly and connection of members conforming to ASTM A36/A36M.

][ 2.2.6.2   Hot-Rolled Steel Sheet

Provide hot-rolled steel sheet complying with ASTM A1011/A1011M , 
structural steel, Type SS, Grade 33.

][ 2.2.6.3   Stainless Steel

[ Provide stainless steel bars and shapes complying with ASTM A276/A276M  
[Type 304] [Type 316].

][ Provide stainless steel plate, flat bars, and sheets complying with 
ASTM A666 [Type 304] [Type 316]. ]

] ] PART 3   EXECUTION

3.1   PREPARATION

Clean oil, dirt, rust, and foreign matter from all metal surfaces.

3.2   INSTALLATION

Conform to spacing and placement of panels and installation methods in 
accordance with the manufacturer's instruction and APA EWS T300.  Provide 
close fits and neat appearance of joints without binding or adding 
additional stresses to the panel.  Hoist panels in place in accordance 
with the manufacturer's instructions using non-marring straps and 
connectors. Brace erected member so as to maintain a safe working 
environment and stable structure.

Avoid on-site cuts; however, if neccessary, only with the approval of the 
designer or engineer of record, except for fastener drilling and other 
minor cutting.  Coat all cuts and inside surfaces of drilled holes with 
end sealer.

3.3   PROTECTION

After installation, cover each panel with temporary waterproof protection 
to maintain the low moisture content of the wood.  Protect panels against 
excessive and repeated water deposits and standing water at all times.  
Maintain protection until members are enclosed within the building and 
final coats are ready for application.  Take precautions to closely 
maintain the manufacturer's standard for moisture content.  Elevate 
initial building heating/cooling gradually to the desired level.  Do not 
reduce the relative humidity of the building rapidly.

        -- End of Section --
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