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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  pr oj ect s i nvol v i ng amount s of  
concr et e l ess t han 380 cubi c met er s 500 cubi c yar ds.   
Thi s sect i on was or i gi nal l y devel oped f or  USACE 
Ci vi l  Wor ks pr oj ect s.   Thi s sect i on may not  be 
appl i cabl e t o NAVFAC pr oj ect s wi t hout  ext ensi ve 
edi t i ng t o meet  NAVFAC r equi r ement s.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   Thi s speci f i cat i on r equi r es f ur ni shi ng al l  
mat er i al  and equi pment ,  and per f or mi ng al l  l abor  f or  
t he manuf act ur i ng,  t r anspor t i ng,  pl aci ng,  f i ni shi ng,  
and cur i ng of  concr et e f or  r ecr eat i on s i t es,  r oad 
r el ocat i ons,  or  ot her  st r uct ur es such as cul ver t  
headwal l s,  comf or t  st at i ons,  r esi dences,  or  l ow head 
gat e st r uct ur es.   Consi der at i on shoul d be gi ven t o 
usi ng Sect i on 03 30 00 CAST- I N- PLACE CONCRETE when 
t he quant i t y of  concr et e i s 380 cubi c met er s 500 
cubi c yar ds or  gr eat er  per  st r uct ur e.

SECTION 03 30 53  Page 3



**************************************************************************

1.1   SUMMARY

Perform all work in accordance with ACI 318M ACI 318 .

1.2   UNIT PRICES

**************************************************************************
NOTE:   I f  Sect i on 01 20 00 PRI CE AND PAYMENT 
PROCEDURES i s i ncl uded i n t he pr oj ect  
speci f i cat i ons,  t hi s par agr aph,  t i t l e UNI T PRI CES,  
shoul d be del et ed f r om t hi s sect i on and t he 
r emai ni ng appr opr i at el y edi t ed subpar agr aphs bel ow 
shoul d be i nser t ed i nt o Sect i on 01 20 00.

**************************************************************************

1.2.1   Concrete Payment

Payment will cover all costs associated with[ manufacturing,] furnishing, 
delivering, placing, finishing, and curing of concrete for the various 
items of the schedule, including the cost of all formwork.  Payment for 
concrete, for which payment is made as a lump sum, [is] [is not] to be 
included in this unit price payment item.  Payment for grout, preformed 
expansion joints, field-molded sealants, waterstops, reinforcing steel 
bars or wire reinforcement [is] [is not] to be included in this unit price 
payment item.

1.2.2   Measurement

Concrete will be measured for payment on the basis of the actual volume of 
concrete within the pay lines of the structures as indicated.  Measurement 
of concrete placed against the sides of any excavation without the use of 
intervening forms will be made only within the pay lines of the 
structure.  No deductions will be made for rounded or beveled edge, for 
space occupied by metal work, for electrical conduits or timber, or for 
voids or embedded items that are either less than  0.14 cubic meter  5 cubic 
feet  in volume or  0.1 square meter  1 square foot  in cross section.

1.2.3   Unit of Measure

Unit of measure:  cubic  meter  yard .

1.3   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.
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Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

AMERICAN CONCRETE INSTITUTE (ACI)

ACI 117 (2010; Errata 2011) Specifications for 
Tolerances for Concrete Construction and 
Materials and Commentary

ACI 301 (2016) Specifications for Structural 
Concrete

ACI 301M (2016) Metric Specifications for 
Structural Concrete

ACI 302.1R (2015) Guide for Concrete Floor and Slab 
Construction

ACI 304R (2000; R 2009) Guide for Measuring, 
Mixing, Transporting, and Placing Concrete

ACI 305R (2020) Guide to Hot Weather Concreting

ACI 306R (2016) Guide to Cold Weather Concreting

ACI 318 (2014; Errata 1-2 2014; Errata 3-5 2015; 
Errata 6 2016; Errata 7-9 2017) Building 
Code Requirements for Structural Concrete 
(ACI 318-14) and Commentary (ACI 318R-14)

ACI 318M (2014; ERTA 2015) Building Code 
Requirements for Structural Concrete & 
Commentary

ACI 347R (2014; Errata 1 2017) Guide to Formwork 
for Concrete

ACI SP-66 (2004) ACI Detailing Manual

ASTM INTERNATIONAL (ASTM)

ASTM A615/A615M (2020) Standard Specification for Deformed 
and Plain Carbon-Steel Bars for Concrete 
Reinforcement

ASTM A1064/A1064M (2017) Standard Specification for 
Carbon-Steel Wire and Welded Wire 
Reinforcement, Plain and Deformed, for 
Concrete

ASTM C31/C31M (2021a) Standard Practice for Making and 
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Curing Concrete Test Specimens in the Field

ASTM C33/C33M (2018) Standard Specification for Concrete 
Aggregates

ASTM C39/C39M (2021) Standard Test Method for 
Compressive Strength of Cylindrical 
Concrete Specimens

ASTM C94/C94M (2021b) Standard Specification for 
Ready-Mixed Concrete

ASTM C143/C143M (2020) Standard Test Method for Slump of 
Hydraulic-Cement Concrete

ASTM C150/C150M (2021) Standard Specification for Portland 
Cement

ASTM C172/C172M (2017) Standard Practice for Sampling 
Freshly Mixed Concrete

ASTM C173/C173M (2016) Standard Test Method for Air 
Content of Freshly Mixed Concrete by the 
Volumetric Method

ASTM C231/C231M (2017a) Standard Test Method for Air 
Content of Freshly Mixed Concrete by the 
Pressure Method

ASTM C260/C260M (2010a; R 2016) Standard Specification for 
Air-Entraining Admixtures for Concrete

ASTM C309 (2019) Standard Specification for Liquid 
Membrane-Forming Compounds for Curing 
Concrete

ASTM C494/C494M (2019) Standard Specification for Chemical 
Admixtures for Concrete

ASTM C595/C595M (2021) Standard Specification for Blended 
Hydraulic Cements

ASTM C618 (2019) Standard Specification for Coal Fly 
Ash and Raw or Calcined Natural Pozzolan 
for Use in Concrete

ASTM C685/C685M (2017) Standard Specification for Concrete 
Made by Volumetric Batching and Continuous 
Mixing

ASTM C920 (2018) Standard Specification for 
Elastomeric Joint Sealants

ASTM C989/C989M (2018a) Standard Specification for Slag 
Cement for Use in Concrete and Mortars

ASTM C1064/C1064M (2017) Standard Test Method for 
Temperature of Freshly Mixed 
Hydraulic-Cement Concrete
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ASTM C1157/C1157M (2020a) Standard Performance Specification 
for Hydraulic Cement

ASTM C1260 (2021) Standard Test Method for Potential 
Alkali Reactivity of Aggregates 
(Mortar-Bar Method)

ASTM C1567 (2021) Standard Test Method for Potential 
Alkali-Silica Reactivity of Combinations 
of Cementitious Materials and Aggregate 
(Accelerated Mortar-Bar Method)

ASTM C1602/C1602M (2018) Standard Specification for Mixing 
Water Used in Production of Hydraulic 
Cement Concrete

ASTM D75/D75M (2019) Standard Practice for Sampling 
Aggregates

ASTM D98 (2015) Calcium Chloride

ASTM D412 (2016) Standard Test Methods for 
Vulcanized Rubber and Thermoplastic 
Elastomers - Tension

ASTM D471 (2016a) Standard Test Method for Rubber 
Property - Effect of Liquids

ASTM D1752 (2018) Standard Specification for 
Preformed Sponge Rubber, Cork and Recycled 
PVC Expansion Joint Fillers for Concrete 
Paving and Structural Construction

ASTM E96/E96M (2021) Standard Test Methods for 
Gravimetric Determination ofWater Vapor 
Transmission Rate of Materials

ASTM E1155 (2020) Standard Test Method for 
Determining Floor Flatness and Floor 
Levelness Numbers

ASTM E1155M (2014) Standard Test Method for 
Determining Floor Flatness and Floor 
Levelness Numbers (Metric)

ASTM E1643 (2018a) Standard Practice for Selection, 
Design, Installation, and Inspection of 
Water Vapor Retarders Used in Contact with 
Earth or Granular Fill Under Concrete Slabs

ASTM E1745 (2017) Standard Specification for Water 
Vapor Retarders Used in Contact with Soil 
or Granular Fill under Concrete Slabs

ASTM E1993/E1993M (1998; R 2020) Standard Specification for 
Bituminous Water Vapor Retarders Used in 
Contact with Soil or Granular Fill Under 
Concrete Slabs
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U.S. ARMY CORPS OF ENGINEERS (USACE)

COE CRD-C 513 (1974) Corps of Engineers Specifications 
for Rubber Waterstops

COE CRD-C 572 (1974) Corps of Engineers Specifications 
for Polyvinylchloride Waterstops

U.S. NATIONAL ARCHIVES AND RECORDS ADMINISTRATION (NARA)

40 CFR 247 Comprehensive Procurement Guideline for 
Products Containing Recovered Materials

1.4   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t ,  and cor r espondi ng submi t t al  
i t ems i n t he t ext ,  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .   The Gui de Speci f i cat i on 
t echni cal  edi t or s have cl assi f i ed t hose i t ems t hat  
r equi r e Gover nment  appr oval ,  due t o t hei r  compl exi t y 
or  cr i t i cal i t y,  wi t h a " G. "   Gener al l y,  ot her  
submi t t al  i t ems can be r evi ewed by t he Cont r act or ' s 
Qual i t y Cont r ol  Syst em.   Onl y add a “ G”  t o an i t em,  
i f  t he submi t t al  i s  suf f i c i ent l y i mpor t ant  or  
compl ex i n cont ext  of  t he pr oj ect .

For  Ar my pr oj ect s,  f i l l  i n t he empt y br acket s 
f ol l owi ng t he " G"  c l assi f i cat i on,  wi t h a code of  up 
t o t hr ee char act er s t o i ndi cat e t he appr ovi ng 
aut hor i t y.   Codes f or  Ar my pr oj ect s usi ng t he 
Resi dent  Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  c l assi f i cat i on i ndi cat es submi t t al s r equi r ed 
as pr oof  of  compl i ance f or  sust ai nabi l i t y  Gui di ng 
Pr i nci pl es Val i dat i on or  Thi r d Par t y Cer t i f i cat i on 
and as descr i bed i n Sect i on 01 33 00 SUBMI TTAL 
PROCEDURES.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" or "S" 
classification.  Submittals not having a "G" or "S" classification are 
[for Contractor Quality Control approval.][for information only.  When 
used, a code following the "G" classification identifies the office that 
will review the submittal for the Government.]  Submit the following in 
accordance with Section 01 33 00  SUBMITTAL PROCEDURES:
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SD-02 Shop Drawings

Installation Drawings ; G[, [_____]]

SD-03 Product Data

Air-Entraining Admixture
Accelerating Admixture
Water-Reducing or Retarding Admixture
Curing Materials
Expansion Joint Filler Strips, Premolded
Joint Sealants - Field Molded Sealants
Waterstops
Chemical Floor Hardener
Batching and Mixing Equipment
Conveying and Placing Concrete
Formwork
Mix Design Data ; G[, [_____]]
Ready-Mix Concrete
Curing Compound
Mechanical Reinforcing Bar Connectors

SD-06 Test Reports

Aggregates
Concrete Mixture Proportions ; G[, [_____]]
Measurement of Floor Tolerances
Compressive Strength Testing ; G[, [_____]]
Slump ; G[, [_____]]
Air Content
Water

SD-07 Certificates

Cementitious Materials
Pozzolan
CPG for recycled materials or appropriate Waiver Form
Aggregates
Delivery Tickets

SD-08 Manufacturer's Instructions

Chemical Floor Hardener
Curing Compound

1.5   QUALITY ASSURANCE

Indicate specific locations of [Concrete Placement] [Forms] [Steel 
Reinforcement] [Accessories] [Expansion Joints] [Construction Joints] 
[Contraction Joints] [Control Joints] on installation drawings  and 
include, but not be limited to, square  meters  feet  of concrete placements, 
thicknesses and widths, plan dimensions, and arrangement of cast-in-place 
concrete section.

1.5.1   Regulatory Requirements

**************************************************************************
NOTE:   Thi s sect i on r el at es t o t he i mpl ement at i on of  
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RCRA of  1976 as amended ( 42 USC 6901)  whi ch r equi r es 
t hat  EPA desi gnat ed i t ems be used t o t he maxi mum 
ext ent  pr act i cabl e.

One of  t he r equi r ement s of  40 CFR 247 i s t hat  
agenci es pr omot e t he use of  pr oduct s cont ai ni ng 
r ecycl ed mat er i al s.   Par t s of  t hi s gui de 
speci f i cat i on ar e onl y pr omot i onal  i n nat ur e i n t hat  
t hey r ecommend or  encour age,  i n l i eu of  r equi r i ng,  
t he Cont r act or  t o use pr oduct s cont ai ni ng r ecycl ed 
mat er i al s.   Coor di nat e t hi s sect i on wi t h Sect i on 
01 33 29 SUSTAI NABI LI TY REQUI REMENTS AND REPORTI NG 
i n ever y pr oj ect  wher e 40 CFR 247 i s appl i cabl e.

I ncl ude t he appl i cabl e st at e hi ghway depar t ment  
document  t i t l e i n whi ch an accept abl e gr adat i on f or  
t he concr et e aggr egat e i s pr esent ed.

**************************************************************************

The state statutory and regulatory requirements:  [_____] form a part of 
this specification to the extent referenced.  Submit CPG for recycled 
materials or appropriate Waiver Form.

1.5.2   Flatness and Levelness of Floor Slabs

Conduct floor flatness and levelness test, (FF and FL respectively), on 
floor slabs in accordance with the provisions set forth in ASTM E1155M or 
ASTM E1155.  Make floor tolerance measurements by the approved laboratory 
and inspection service within 24 hours after completion of final troweling 
operation and before forms and shores have been removed.  Provide results 
of floor tolerance tests, including formal notice of acceptance or 
rejection of the work, to the Contracting Officer within 24 hours after 
data collection.

PART 2   PRODUCTS

2.1   SYSTEM DESCRIPTION

The Government retains the option to sample and test [joint sealer, joint 
filler material, waterstop,] aggregates and concrete to determine 
compliance with the specifications.  Provide facilities and labor as may 
be necessary to assist the Government in procurement of representative 
test samples.  Obtain samples of aggregates at the point of batching in 
accordance with ASTM D75/D75M.  Sample concrete in accordance with 
ASTM C172/C172M.  Determine slump and air content in accordance with 
ASTM C143/C143M and ASTM C231/C231M, respectively, when cylinders are 
molded.  Prepare, cure, and transport compression test specimens in 
accordance with ASTM C31/C31M.  Test compression test specimens in 
accordance with ASTM C39/C39M.  Take samples for strength tests not less 
than once each shift in which concrete is produced [from each strength of 
concrete required].  Provide a minimum of five specimens from each sample; 
two to be tested at 28 days (90 days if pozzolan is used) for acceptance, 
two will be tested at 7 days for information and one held in reserve.

2.1.1   Strength

Acceptance test results are the average strengths of two specimens tested 
at 28 days (90 days if pozzolan is used).  The strength of the concrete is 
considered satisfactory so long as the average of three consecutive 
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acceptance test results equal or exceed the specified compressive 
strength, f'c, but not more than 20 percent, and no individual acceptance 
test result falls below f'c by more than  3.4 MPa  500 psi .

2.1.2   Construction Tolerances

Apply a Class "C" finish to all surfaces except those specified to receive 
a Class "D" finish.  Apply a Class "D" finish to all post-construction 
surfaces which will be permanently concealed.  Surface requirements for 
the classes of finish required are as specified in ACI 117 .

2.1.3   Concrete Mixture Proportions

**************************************************************************
NOTE:   The nomi nal  maxi mum si ze of  t he coar se 
aggr egat e i s as speci f i ed i n ACI  318,  Chapt er  3 and 
ACI  318M.   Gui del i nes f or  t he maxi mum wat er  
cement i t i ous mat er i al  r at i o and ai r  cont ent  can be 
f ound i n ACI  318 Chapt er  4.

**************************************************************************

Concrete mixture proportions are the responsibility of the Contractor.  
Mixture proportions must include the dry weights of cementitious 
material(s); the nominal maximum size of the coarse aggregate; the 
specific gravities, absorptions, and saturated surface-dry weights of fine 
and coarse aggregates; the quantities, types, and names of admixtures; and 
quantity of water per  cubic meter  yard  of concrete.  Provide materials 
included in the mixture proportions of the same type and from the same 
source as will be used on the project.  The specified compressive strength 
f'c is  [20.7] [_____] MPa  [3,000] [_____] psi  at 28 days (90 days if 
pozzolan is used).  The maximum nominal size coarse aggregate is  [19] [25] 
[37.5] mm  [3/4] [1] [1-1/2] inch , in accordance with ACI 304R .  The air 
content must be between 4.5 and 7.5 percent with a slump between  50 and 
125 mm 2 and 5 inches .  The maximum water-cementitious material ratio is 
[0.50] [_____].  Submit the applicable test reports and mixture 
proportions that will produce concrete of the quality required, ten days 
prior to placement of concrete.

2.2   MATERIALS

Submit manufacturer's literature from suppliers which demonstrates 
compliance with applicable specifications for the specified materials.

2.2.1   Cementitious Materials

Submit Manufacturer's certificates of compliance, accompanied by mill test 
reports, attesting that the concrete materials meet the requirements of 
the specifications in accordance with the Special Clause "CERTIFICATES OF 
COMPLIANCE".  Also, certificates for all material conforming to EPA's 
Comprehensive Procurement Guidelines (CPG), in accordance with 40 CFR 247 .  
Provide cementitious materials that conform to the appropriate 
specifications listed:

2.2.1.1   Portland Cement

**************************************************************************
NOTES:   Li mi t  t he use of  ai r - ent r ai ni ng cement  t o 
concr et e pl acement s wher e separ at e bat chi ng of  
ai r - ent r ai ni ng admi xt ur e i s not  pr act i cal .
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I f  hi gh ear l y st r engt h concr et e i s r equi r ed,  speci f y 
Type I I I  af t er  consul t i ng t he agency' s Subj ect  
Mat t er  Exper t  i n Concr et e Mat er i al s.

Tr i cal c i um al umi nat e,  f or  sul f at e r esi st ance,  i s 
l i mi t ed t o Type I I I  cement .   I f  hi gh ear l y st r engt h 
i s not  r equi r ed,  speci f y Type I I  r at her  t han Type I  
when moder at e sul f at e r esi st ance i s r equi r ed,  or  
Type V when hi gh sul f at e r esi st ance i s r equi r ed.

Speci f y l ow- al kal i  cement  when t he aggr egat e i s 
ei t her  s i l i ca or  car bonat e r eact i ve.

**************************************************************************

ASTM C150/C150M, Type [I][II][III][V], [low alkali] [including false set 
requirements] with tri-calcium aluminates (C3A) content less than 10 
percent and a maximum cement-alkali content of 0.80 percent Na2Oe (sodium 
oxide) equivalent.

[ 2.2.1.2   Blended Hydraulic Cement

**************************************************************************
NOTES:   Li mi t  t he use of  ai r - ent r ai ni ng cement  t o 
concr et e pl acement s wher e separ at e bat chi ng of  
ai r - ent r ai ni ng admi xt ur e i s not  pr act i cal .

Speci f y l ow- al kal i  cement  when r eact i ve aggr egat es 
ar e t o be used.

**************************************************************************

Provide blended cement conforming to ASTM C595/C595M and ASTM C1157/C1157M , 
Type IP, IL or IS, including the optional requirement for mortar expansion 
[and sulfate soundness] and consist of a mixture of ASTM C150/C150M Type 
I, or Type II cement and a complementary cementing material.  The slag 
added to the Type IS blend must be ASTM C989/C989M ground granulated 
blast-furnace slag.  The pozzolan added to the Type IP blend must be 
ASTM C618 Class F, interground with the cement clinker.  Provide the 
manufacturer's written statement that the amount of pozzolan  in the 
finished cement will not vary more than plus or minus 5 mass percent of 
the finished cement from lot-to-lot or within a lot.  Do not change the 
percentage and type of mineral admixture used in the blend from that 
submitted for the aggregate evaluation and mixture proportioning.

] 2.2.1.3   Pozzolan

Provide pozzolan that conforms to ASTM C618, Class F, including 
requirements of Tables 1A and 2A.

2.2.2   Aggregates

**************************************************************************
NOTE:   Thi s not e may be di sr egar ded f or  r egi ons 
wher e Al kal i - Si l i ca React i v i t y ( ASR)  i s not  a 
concer n.   Some aggr egat e sour ces may exhi bi t  an ASR 
pot ent i al .   ASR i s a pot ent i al l y  del et er i ous 
r eact i on bet ween al kal i s pr esent  i n concr et e and 
some si l i ceous aggr egat es,  r ef er ence EM 1110- 2- 2000 
par agr aph 2- 3b( 6)  and appendi x D.   Wher e ASR i s 

SECTION 03 30 53  Page 12



known or  suspect ed t o pose a concer n f or  concr et e 
dur abi l i t y ,  i t  i s  r ecommended t hat  aggr egat es 
pr oposed f or  use i n concr et e be eval uat ed t o 
det er mi ne ASR pot ent i al  and an ef f ect i ve 
mi t i gat i on.   EM 1110- 2- 2000,  pr ovi des 
r ecommendat i ons f or  eval uat i ng and mi t i gat i ng ASR i n 
concr et e mi xt ur es.   Aggr egat e eval uat i ons may not  be 
pr act i cal  f or  pr oj ect s r equi r i ng smal l  quant i t i es of  
concr et e ( l ess t han 190 cubi c met er s 250 cubi c yar ds
).

Section 32 13 14. 13 CONCRETE PAVI NG FOR AI RFI ELDS 
AND OTHER HEAVY DUTY PAVEMENTS,  par agr aph 
ALKALI - SI LI CA REACTI VI TY,  pr ovi des a speci f i cat i on 
met hod f or  t he Cont r act or  t o eval uat e and mi t i gat e 
ASR i n concr et e mi xt ur es.   The expansi on l i mi t s 
speci f i ed i n Sect i on 32 13 14. 13 ar e r equi r ement s 
f or  pavement s and ext er i or  s l ab const r uct i on.   For  
st r uct ur al  concr et e appl i cat i ons t he measur ed 
expansi on must  be l ess t han 0. 10 per cent .   I t  may 
not  be economi cal  or  pr act i cal  t o speci f y di f f er ent  
t est  l i mi t  r equi r ement s f or  use on t he same pr oj ect ,  
i n whi ch case t he l ower  l i mi t  i s  r equi r ed by t he 
application

The desi gner  may use t he speci f i cat i on met hod i n 
Section 32 13 14. 13 by i ncor por at i ng t he r el evant  
par agr aphs i nt o t hi s speci f i cat i on,  or  may use t he 
f ol l owi ng r equi r ement s ( r et ai n ei t her  t he 0. 10 or  
t he 0. 08 per cent  expansi on l i mi t s as appr opr i at e) .

**************************************************************************

For fine and coarse aggregates meet the quality and grading requirements 
of ASTM C33/C33M[ and test and evaluate for alkali-aggregate reactivity in 
accordance with ASTM C1260.  Perform evaluation of fine and coarse 
aggregates separately and in combination, matching the proposed mix design 
proportioning.  All results of the separate and combination testing must 
have a measured expansion less than 0.08 percent at 28 days after 
casting.  If the test data indicates an expansion of 0.08 percent or 
greater, reject the aggregate(s) or perform additional testing using 
ASTM C1260 and ASTM C1567.  Perform the additional testing using ASTM C1260
 and ASTM C1567 using the low alkali portland cement in combination with 
ground granulated blast furnace (GGBF) slag, or Class F fly ash.  Use GGBF 
slag in the range of 40 to 50 percent of the total cementitious material 
by mass.  Use Class F fly ash in the range of 25 to 40 percent of the 
total cementitious material by mass].  Submit certificates of compliance 
and test reports for aggregates showing the material(s) meets the quality 
and grading requirements of the specifications under which it is furnished.

2.2.3   Admixtures

Provide admixtures, when required or approved, in compliance with the 
appropriate specification listed.  Retest chemical admixtures that have 
been in storage at the project site, for longer than 6 months or that have 
been subjected to freezing, at the expense of the Contractor at the 
request of the Contracting Officer and will be rejected if test results 
are not satisfactory.
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2.2.3.1   Air-Entraining Admixture

Provide air-entraining admixture that meets the requirements of 
ASTM C260/C260M.

[ 2.2.3.2   Accelerating Admixture

Provide calcium chloride meeting the requirements of ASTM D98.  Other 
accelerators must meet the requirements of ASTM C494/C494M, Type C or E.

] 2.2.3.3   Water-Reducing or Retarding Admixture

Provide water-reducing or retarding admixture meeting the requirements of 
ASTM C494/C494M, Type A, B, or D.  [High-range water reducing admixture 
Type F [or G] may be used only when approved, approval being contingent 
upon particular placement requirements as described in the Contractor's 
Quality Control Plan.]

2.2.4   Water

Mixing and curing water in compliance with the requirements of 
ASTM C1602/C1602M ; [potable, and] free of injurious amounts of oil, acid, 
salt, or alkali.  Submit test report showing water complies with 
ASTM C1602/C1602M .

[ 2.2.5   Reinforcing Steel

**************************************************************************
NOTE:   Del et e t hi s par agr aph i f  f i ber cr et e i s 
accept ed f or  use by t he Cont r act i ng Of f i cer .

**************************************************************************

Provide reinforcing bars conforming to the requirements of ASTM A615/A615M , 
Grade 60, deformed.  Provide welded steel wire reinforcement conforming to 
the requirements of ASTM A1064/A1064M .  Detail reinforcement not indicated 
in accordance with  ACI 301M  ACI 301  and ACI SP-66 .  Provide mechanical 
reinforcing bar connectors  in accordance with  ACI 301M  ACI 301  and provide 
125 percent minimum yield strength of the reinforcement bar.

][ 2.2.6   Expansion Joint Filler Strips, Premolded

Expansion joint filler strips, premolded of sponge rubber conforming to 
ASTM D1752, Type I.

][ 2.2.7   Joint Sealants - Field Molded Sealants

**************************************************************************
NOTES:   Use ASTM C920 f or  f i el d- mol ded seal ant s i n 
smal l  hydr aul i c st r uct ur es.

**************************************************************************

Conform to ASTM C920, Type M, Grade NS, Class 25, use NT for vertical 
joints and Type M, Grade P, Class 25, use T for horizontal joints.  
Provide polyethylene tape, coated paper, metal foil, or similar type bond 
breaker materials.  The backup material needs to be compressible, 
nonshrink, nonreactive with the sealant, and a nonabsorptive material such 
as extruded butyl or polychloroprene foam rubber.  Immediately prior to 
installation of field-molded sealants, clean the joint of all debris and 
further cleaned using water, chemical solvents, or other means as 
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recommended by the sealant manufacturer or directed.

][ 2.2.8   Formwork

Design and engineer the formwork as well as its construction in accordance 
with  ACI 301M  ACI 301  Section 2 and 5 and ACI 347R .  Fabricate of wood, 
steel, or other approved material.  Submit formwork design prior to the 
first concrete placement.

][ 2.2.9   Form Coatings

Provide form coating in accordance with  ACI 301M  ACI 301 .

][ 2.2.10   Vapor Retarder[ and VaporBarrier]

[ ASTM E1745 Class [C] [A] [B] polyethylene sheeting, minimum  [0.25] [0.38] 
mm [10] [15] mil  thickness or other equivalent material with a maximum 
permeance rating of 0.04 perms per ASTM E96/E96M.] [ ASTM E1745 Class [C] 
[A] [B] polyethylene sheeting, minimum  [0.25] [0.38] mm  [10] [15] mil  
thickness or ASTM E1993/E1993M  bituminous membrane or other equivalent 
material with a maximum permeance rating of 0.01 perms per ASTM E96/E96M.]

Consider plastic vapor retarders and adhesives with a high recycled 
content, low toxicity low VOC (Volatile Organic Compounds) levels.

] 2.2.11   Curing Materials

Provide curing materials in accordance with  ACI 301M  ACI 301 , Section 5.

2.3   READY-MIX CONCRETE

Provide ready-mix concrete with mix design data  conforming to  ACI 301M  
ACI 301  Part 2.  Submit delivery tickets  in accordance with ASTM C94/C94M 
for each ready-mix concrete delivery, include the following additional 
information: .

a.  Type and brand cement

b.  Cement content in  43 kilogram  94-pound  bags per cubic  meter  yard  of 
concrete

c.  Maximum size of aggregate

d.  Amount and brand name of admixture

e.  Total water content expressed by water cementitious material ratio

2.4   ACCESSORIES

2.4.1   Waterstops

2.4.1.1   PVC Waterstop

Polyvinylchloride waterstops conforming to COE CRD-C 572 .

2.4.1.2   Rubber Waterstop

Rubber waterstops conforming to COE CRD-C 513 .
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2.4.1.3   Thermoplastic Elastomeric Rubber Waterstop

Thermoplastic elastomeric rubber waterstops conforming to ASTM D471.

2.4.1.4   Hydrophilic Waterstop

Swellable strip type compound of polymer modified chloroprene rubber that 
swells upon contact with water conforming to ASTM D412 as follows:  
Tensile strength  2.9 MPa  420 psi  minimum; ultimate elongation 600 percent 
minimum.  Minimum hardness of 50 on the type A durometer and the 
volumetric expansion ratio in distilled water at  20 degrees C  70 degrees F ; 
3 to 1 minimum.

2.4.2   Chemical Floor Hardener

Provide hardener which is a colorless aqueous solution containing a blend 
of inorganic silicate or siliconate material and proprietary components 
combined with a wetting agent; that penetrates, hardens, and densifies 
concrete surfaces.  Submit manufactures instructions for placement of 
liquid chemical floor hardener.

2.4.3   Curing Compound

Provide curing compound conforming to ASTM C309.  Submit manufactures 
instructions for placing curing compound.

PART 3   EXECUTION

3.1   PREPARATION

Prepare construction joints to expose coarse aggregate.  The surface must 
be clean, damp, and free of laitance.  Construct ramps and walkways, as 
necessary, to allow safe and expeditious access for concrete and workmen.  
Remove snow, ice, standing or flowing water, loose particles, debris, and 
foreign matter.  Satisfactorily compact earth foundations.  Make spare 
vibrators available.  Placement cannot begin until the entire preparation 
has been accepted by the Government.

3.1.1   Embedded Items

Secure reinforcement in place after joints, anchors, and other embedded 
items have been positioned.  Arrange internal ties so that when the forms 
are removed the metal part of the tie is not less than  50 mm  2 inches  from 
concrete surfaces permanently exposed to view or exposed to water on the 
finished structures.  Prepare embedded items so they are be free of oil 
and other foreign matters such as loose coatings or rust, paint, and 
scale.  The embedding of wood in concrete is permitted only when 
specifically authorized or directed.  Provide all equipment needed to 
place, consolidate, protect, and cure the concrete at the placement site 
and in good operating condition.

3.1.2   Formwork Installation

Forms must be properly aligned, adequately supported, and mortar-tight.  
Provide smooth form surfaces, free from irregularities, dents, sags, or 
holes when used for permanently exposed faces.  Chamfer all exposed joints 
and edges , unless otherwise indicated.

SECTION 03 30 53  Page 16



[ 3.1.3   Vapor Retarder[ and Vapor Barrier] Installation

**************************************************************************
NOTE:   Use a vapor  bar r i er  onl y when i t  i s  desi r abl e 
t o pr event  mi gr at i on of  moi st ur e t hr ough sl abs of  
buildings.

**************************************************************************

Install in accordance with ASTM E1643.  Apply vapor retarder[ andbarrier] 
over gravel fill.  Lap edges not less than  300 mm  12 inches .  Seal all 
joints with pressure-sensitive adhesive not less than  50 mm  2 inches  
wide.  Protect the vapor barrier at all times to prevent injury or 
displacement prior to and during concrete placement.

] 3.1.4   Production of Concrete

3.1.4.1   Ready-Mixed Concrete

Provide ready-mixed concrete conforming to ASTM C94/C94M except as 
otherwise specified.

3.1.4.2   Concrete Made by Volumetric Batching and Continuous Mixing

Conform to ASTM C685/C685M.

[ 3.1.4.3   Batching and Mixing Equipment

The option of using an on-site batching and mixing facility is available.  
The facility must provide sufficient batching and mixing equipment 
capacity to prevent cold joints.  Submit the method of measuring 
materials, batching operation, and mixer for review, and manufacturer's 
data for batching and mixing equipment demonstrating compliance with the 
applicable specifications.  [Provide an Onsite Plant conforming to the 
requirements of either ASTM C94/C94M or ASTM C685/C685M.]

] [ 3.1.5   Waterstops

Install and splice waterstops as directed by the manufacturer.

] 3.2   CONVEYING AND PLACING CONCRETE

Convey and place concrete in accordance with  ACI 301M  ACI 301 , Section 5.

3.2.1   Cold-Weather Requirements

Place concrete in cold weather in accordance with ACI 306R

3.2.2   Hot-Weather Requirements

Place concrete in hot weather in accordance with ACI 305R

3.3   FINISHING

3.3.1   Temperature Requirement

Do not finish or repair concrete when either the concrete or the ambient 
temperature is below  10 degrees C  50 degrees F .
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3.3.2   Finishing Formed Surfaces

Remove all fins and loose materials , and surface defects including 
filling of tie holes.  Repair all honeycomb areas and other defects.  
Remove all unsound concrete from areas to be repaired.  Ream or chip 
surface defects greater than  13 mm  1/2 inch  in diameter and holes left by 
removal of tie rods in all surfaces not to receive additional concrete and 
fill with dry-pack mortar.  Brush-coat the prepared area with an approved 
epoxy resin or latex bonding compound or with a neat cement grout after 
dampening and filling with mortar or concrete.  Use a blend of portland 
cement and white cement in mortar or concrete for repairs to all surfaces 
permanently exposed to view shall be so that the final color when cured is 
the same as adjacent concrete.

3.3.3   Finishing Unformed Surfaces

Finish unformed surfaces in accordance with  ACI 301M  ACI 301 , Section 5.

FINISH LOCATION

Float

Trowel

Broom or Belt

3.3.3.1   Flat Floor Finishes

**************************************************************************
NOTE:   Fl oor  f l at ness and f l oor  l evel ness af f ect s 
t he appear ance and f unct i on of  f i ni shes appl i ed t o 
t he concr et e and i n s i t uat i ons such as l ar ge or  l ong 
expanses of  gl ossy f l oor  mat er i al s.   Low t ol er ances 
f or  subsequent  f i ni sh mat er i al s ( f or  exampl e,  t hi n 
set  cer ami c and por cel ai n t i l e and wood gymnasi um 
f l oor s)  r equi r e t he desi gner  t o speci f y hi gher  t han 
nor mal  f l oor  f l at ness r equi r ement s.   Hi gher  " F"  
r at i ngs ar e mor e st r i ngent  and t i ght er  t ol er ances of  
F number s st op at  100.   The number s pr ovi ded i n 
br acket s ar e t ypi cal  number s,  but  A/ E shoul d 
r esear ch and sel ect  F number s hi gh enough t o get  
desi r ed r esul t s but  not  so hi gh as t o cause undue 
cost  i ncr eases and const r uct i on i ssues.   An 
FF20/ FL15 i s equi val ent  t o 8 mm i n 3 met er s 5/ 16 
i nches i n 10 f eet .   Thi s t est  met hod i s not  sui t abl e 
f or  unshor ed decks.   Fi t t ed par t i t i ons need an FL 
gr eat er  t han or  equal  t o 25.

The F- number s ar e gi ven bel ow f or  pur poses of  
i l l ust r at i on onl y.

**************************************************************************

In accordance with ACI 302.1R , construct in accordance with one of the 
methods recommended in Table 7.15.3, "Typical Composite FF/FL Values for 
Various Construction Methods."  ACI 117  for tolerances tested by 
ASTM E1155M or ASTM E1155.  These requirements are based upon the latest 
FF/FL method.
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3.3.3.1.1   Floor Slabs

Conform floor slabs on grade to the following ACI F-number requirements 
unless noted otherwise:

Specified Overall Values FF30/FL23 minimum [FF_____/FL_____]

Minimum Local Values FF17/FL15 minimum [FF_____/FL_____]

3.3.3.1.2   Subject to Vehicular Traffic

Floor slabs on grade subject to vehicular traffic or receiving thin-set 
flooring shall conform to the following ACI F-number requirements:

Specified Overall Values FF35/FL25 minimum [FF_____/FL_____]

Minimum Local Values FF25/FL17 minimum [FF_____/FL_____]

3.3.3.2   Measurement of Floor Tolerances

Test floor slabs within 24 hours of the final troweling.  Submit test 
results to Contracting Officer within 12 hours after collecting data.  
Floor flatness inspector mustl provide a tolerance report which includes:

a.  Name of Project

b.  Name of Contractor

c.  Date of Data Collection

d.  Date of Tolerance Report

e.  A Key Plan Showing Location of Data Collected

f.  Results Required by ASTM E1155M ASTM E1155

[ 3.3.3.3   Expansion and Contraction Joints

**************************************************************************
NOTES:   Ref er  t o ACI  224. 3R f or  gui dance on 
expansi on j oi nt s.

The dept h of  cont r act i on j oi nt s must  be 1/ 4 t o 1/ 3 
of  t he t hi ckness of  t he s l ab.

The maxi mum spaci ng ( i n mm f eet )  bet ween adj acent  
j oi nt s shal l  be 30 t i mes t he concr et e t hi ckness ( i n 
mm f eet )  f or  s l abs exposed t o t he envi r onment .

**************************************************************************

Make expansion and contraction joints in accordance with the details shown 
or as otherwise specified.  Provide  13 mm  1/2 inch  thick transverse 
expansion joints where new work abuts an existing concrete.  Provide 
expansion joints at a maximum spacing of  10 m  30 feet  on center in 
sidewalks [and at a maximum spacing of [_____]  meters  feet  in slabs], 
unless otherwise indicated.  Provide contraction joints at a maximum 
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spacing of  [2] [_____] linear meters  [6] [_____] linear feet  in sidewalks 
[and at a maximum spacing of [_____]  meters  feet  in slabs], unless 
otherwise indicated.  Cut contraction joints at a minimum of  [25] [_____] 
mm [1] [_____] inch(es)  deep with a jointing tool after the surface has 
been finished.

] 3.4   CURING AND PROTECTION

Cure and protect in accordance with  ACI 301M  ACI 301 , Section 5.

3.5   FORM WORK

Provide form work in accordance with  ACI 301M  ACI 301 , Section 2 and 
Section 5.

3.5.1   Removal of Forms

Remove forms in accordance with  ACI 301M  ACI 301 , Section 2.

3.6   STEEL REINFORCING

Reinforcement must be free from loose, flaky rust and scale, and free from 
oil, grease, or other coating which might destroy or reduce the 
reinforcement's bond with the concrete.

3.6.1   Fabrication

Shop fabricate steel reinforcement in accordance with ACI 318  and ACI SP-66 .  
Provide shop details and bending in accordance with ACI 318  and ACI SP-66 .

3.6.2   Splicing

Perform splices in accordance with ACI 318  and ACI SP-66 .

3.6.3   Supports

Secure reinforcement in place by the use of metal or concrete supports, 
spacers, or ties.

3.7   EMBEDDED ITEMS

Before placing concrete, take care to determine that all embedded items 
are firmly and securely fastened in place.  Provide embedded items free of 
oil and other foreign matter, such as loose coatings of rust, paint and 
scale.  Embedding of wood in concrete is permitted only when specifically 
authorized or directed.

3.8   CHEMICAL FLOOR HARDENER

**************************************************************************
NOTE:   Cl ear l y i ndi cat e s l ab sur f aces r equi r i ng a 
chemi cal  har dener .   Such t r eat ment  i s sui t abl e f or  
sur f aces of  concr et e f l oor s i n equi pment  r ooms and 
on ot her  f l oor  sur f aces t hat  ar e subj ect  t o l i ght  
f oot  t r af f i c  onl y and wi l l  not  be cover ed wi t h 
r esi l i ent  f l oor i ng,  pai nt ,  or  ot her  f i ni sh coat i ng.

**************************************************************************

Apply Chemical Floor Hardener where indicated, after curing and drying 
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concrete surface.  Dilute liquid hardener with water and apply in three 
coats.  First coat is one-third strength, second coat one-half strength, 
and third coat two-thirds strength.  Apply each coat evenly and allow it 
to dry 24 hours before applying next coat.  Apply proprietary chemical 
hardeners in accordance with manufacturer's printed directions.

3.9   TESTING AND INSPECTING

Report the results of all tests and inspections conducted at the project 
site informally at the end of each shift.  Submit written reports weekly.  
Deliver within three days after the end of each weekly reporting period.  
See Section 01 45 00.00 10  QUALITY CONTROL.

3.9.1   Field Testing Technicians

The individuals who sample and test concrete must have demonstrated a 
knowledge and ability to perform the necessary test procedures equivalent 
to the ACI minimum guidelines for certification of Concrete Field Testing 
Technicians, Grade I.

3.9.2   Preparations for Placing

Inspect foundation or construction joints, forms, and embedded items in 
sufficient time prior to each concrete placement to certify that it is 
ready to receive concrete.

3.9.3   Sampling and Testing

a.  Obtain samples and test concrete for quality control during 
placement.  Sample fresh concrete for testing in accordance with 
ASTM C172/C172M.  Make six test cylinders.

b.  Test concrete for compressive strength at 7 and 28 days for each 
design mix and for every  77 cubic meters  100 cubic yards  of concrete.  
Test two cylinders at 7 days; two cylinders at 28 days; and hold two 
cylinders in reserve.  Conform test specimens to ASTM C31/C31M.  
Perform compressive strength testing  conforming to ASTM C39/C39M.

c.  Test slump  at the [plant] [site of discharge] for each design mix in 
accordance with ASTM C143/C143M.  Check slump [once] [twice] during 
each shift that concrete is produced [for each strength of concrete 
required].

d.  Test air content  for air-entrained concrete in accordance with 
ASTM C231/C231M.  Test concrete using lightweight or extremely porous 
aggregates in accordance with ASTM C173/C173M.  Check air content at 
least [once] [twice] during each shift that concrete is placed [for 
each strength of concrete required].

e.  Determine temperature of concrete at time of placement in accordance 
with ASTM C1064/C1064M .  Check concrete temperature at least [once] 
[twice] during each shift that concrete is placed [for each strength 
of concrete required].

3.9.4   Action Required

3.9.4.1   Placing

Do not begin placement until the availability of an adequate number of 
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acceptable vibrators, which are in working order and have competent 
operators, has been verified.  Discontinue placing if any lift is 
inadequately consolidated.

3.9.4.2   Air Content

Whenever an air content test result is outside the specification limits, 
adjust the dosage of the air-entrainment admixture prior to delivery of 
concrete to forms.

3.9.4.3   Slump

Whenever a slump test result is outside the specification limits, adjust 
the batch weights of water and fine aggregate prior to delivery of 
concrete to the forms.  Make the adjustments so that the 
water-cementitious material ratio does not exceed that specified in the 
submitted concrete mixture proportion and the required concrete strength 
is still met.

       -- End of Section --
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