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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  t he hot  i n- pl ace r ecycl i ng of  
exi st i ng bi t umi nous pavement  usi ng ei t her  s i ngl e-  or  
mul t i pl e- pass met hods.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   Exper i ence and dat a i ndi cat e t hat  scar i f y i ng 
i s f easi bl e onl y on exi st i ng asphal t  pavement s t hat  
ar e st r uct ur al l y sound but  i n need of  sur f ace 
l evel i ng or  exhi bi t  super f i c i al  di st r esses.   I n t he 
s i ngl e- pass met hod,  new asphal t  mi xt ur e i s pl aced 
over  t he r ecycl ed asphal t  at  t he t i me of  
const r uct i on.   When usi ng a mul t i pl e- pass i n- pl ace 
r ecycl i ng pr ocess,  appl y an asphal t  over l ay or  
sur f ace t r eat ment  t o t he r ecycl ed pavement  af t er  
const r uct i on of  t he i n- pl ace r ecycl ed mi xt ur e.   Hot  
i n- pl ace r ecycl i ng i s a good met hod f or  r oads i n 
poor  sur f ace condi t i on,  but  appr oval  of  t he 
r esponsi bl e gover nment  agency' s member  on t he 
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Pavement s Di sci pl i ne Wor ki ng Gr oup i s r equi r ed f or  
use on ai r f i el ds.

**************************************************************************

1.1   UNIT PRICES

**************************************************************************
NOTE:   When ot her  met hods of  measur ement  ar e desi r ed 
or  ar e necessar y,  t hi s par agr aph wi l l  be modi f i ed 
accor di ngl y.   Del et e par agr aph NEW ASPHALT MI XTURE 
when new asphal t  i s  not  added t o t he mi xt ur e.   The 
t er m " r ecycl i ng agent "  i s  used i n t hi s sect i on t o 
mean any pr oduct  used t o decr ease t he vi scosi t y of  
ol d asphal t  bi nder s as speci f i ed i n ASTM D4552.

**************************************************************************

1.1.1   Measurement

1.1.1.1   In-Place Recycled Mixture

The quantity of hot in-place recycled mixture paid for will be the number 
of square  meters  yards  completed and accepted as determined by the 
Contracting Officer.  The number of square  meters  yards  of planed pavement 
will be determined by measuring the length and width of the specified work 
area.  Recycling agent will be paid for by the number of  liters  gallons  of 
material used in the accepted work.

1.1.1.2   New Asphalt Mixture

New asphalt mixture will be paid for by the number of  metric tons  short 
tons of material used in accepted work.

1.1.2   Payment

The quantities of recycled asphalt mixture, new asphalt mixture, and 
recycling agent as determined in paragraph IN-PLACE RECYCLED MIXTURE and 
paragraph NEW ASPHALT MIXTURE, will be paid for at contract unit prices 
per square  meter  yard  for recycled mixture [and per  metric ton  short ton  
for new asphalt mixture] and per  liter  gallon  for recycling agent.  If 
deficiencies in the finished product exceed specified tolerances, no 
payment will be made for such areas of pavement until the defective areas 
are corrected and accepted by the Contracting Officer.

1.2   REFERENCES

**************************************************************************
NOTE:   Par agr aph REFERENCES i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
par agr aph REFERENCES by or gani zat i on,  desi gnat i on,  
dat e,  and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.
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Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

ASTM INTERNATIONAL (ASTM)

ASTM C117 (2017) Standard Test Method for Materials 
Finer than 75-um (No. 200) Sieve in 
Mineral Aggregates by Washing

ASTM C136/C136M (2019) Standard Test Method for Sieve 
Analysis of Fine and Coarse Aggregates

ASTM D75/D75M (2019) Standard Practice for Sampling 
Aggregates

ASTM D140/D140M (2016) Standard Practice for Sampling 
Asphalt Materials

ASTM D979/D979M (2015) Sampling Bituminous Paving Mixtures

ASTM D2041/D2041M (2011) Theoretical Maximum Specific 
Gravity and Density of Bituminous Paving 
Mixtures

ASTM D2170/D2170M (2018) Standard Test Method for Kinematic 
Viscosity of Asphalts (Bitumens)

ASTM D2171/D2171M (2018) Standard Test Method for Viscosity 
of Asphalts by Vacuum Capillary Viscometer

ASTM D2172/D2172M (2017; E 2018) Standard Test Methods for 
Quantitative Extraction of Asphalt Binder 
from Asphalt Mixtures

ASTM D2726/D2726M (2019) Standard Test Method for Bulk 
Specific Gravity and Density of 
Non-Absorptive Compacted Bituminous 
Mixtures

ASTM D3665 (2012; R 2017) Standard Practice for 
Random Sampling of Construction Materials

ASTM D4552/D4552M (2010; R 2016; E 2016) Standard Practice 
for Classifying Hot-Mix Recycling Agents

ASTM D5404/D5404M (2012; R 2017) Standard Practice for 
Recovery of Asphalt from Solution Using 
the Rotary Evaporator

ASTM D6373 (2016) Standard Specification for 
Performance Graded Asphalt Binder
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ASTM D6925 (2014) Standard Test Method for 
Preparation and Determination of the 
Relative Density of Hot Mix Asphalt (HMA) 
Specimens by Means of the Superpave 
Gyratory Compactor

ASTM D6926 (2020) Standard Practice for Preparation 
of Asphalt Mixture Specimens Using 
Marshall Apparatus

1.3   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t ,  and cor r espondi ng submi t t al  
i t ems i n t he t ext ,  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .   The Gui de Speci f i cat i on 
t echni cal  edi t or s have cl assi f i ed t hose i t ems t hat  
r equi r e Gover nment  appr oval ,  due t o t hei r  compl exi t y 
or  cr i t i cal i t y,  wi t h a " G. "   Gener al l y,  ot her  
submi t t al  i t ems can be r evi ewed by t he Cont r act or ' s 
Qual i t y Cont r ol  Syst em.   Onl y add a “ G”  t o an i t em,  
i f  t he submi t t al  i s  suf f i c i ent l y i mpor t ant  or  
compl ex i n cont ext  of  t he pr oj ect .

For  Ar my pr oj ect s,  f i l l  i n t he empt y br acket s 
f ol l owi ng t he " G"  c l assi f i cat i on,  wi t h a code of  up 
t o t hr ee char act er s t o i ndi cat e t he appr ovi ng 
aut hor i t y.   Codes f or  Ar my pr oj ect s usi ng t he 
Resi dent  Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  c l assi f i cat i on i ndi cat es submi t t al s r equi r ed 
as pr oof  of  compl i ance f or  sust ai nabi l i t y  Gui di ng 
Pr i nci pl es Val i dat i on or  Thi r d Par t y Cer t i f i cat i on 
and as descr i bed i n Sect i on 01 33 00 SUBMI TTAL 
PROCEDURES.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" or "S" 
classification.  Submittals not having a "G" or "S" classification are 
[for Contractor Quality Control approval.][for information only.  When 
used, a code following the "G" classification identifies the office that 
will review the submittal for the Government.]  Submit the following in 
accordance with Section 01 33 00  SUBMITTAL PROCEDURES:

SD-03 Product Data
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Job-Mix Formula ; G[, [_____]]

SD-04 Samples

Samples

SD-06 Test Reports

Field Testing and Sampling

1.4   EQUIPMENT, TOOLS, AND MACHINES

Maintain equipment, tools, and machines used in the performance of the 
work in a satisfactory working condition at all times, and in conformance 
with applicable governing regulations for local air pollution controls.  
Provide equipment capable of performing recycling operations at a minimum 
rate of  600 square meters  720 square yards  per hour to the depth required.

1.4.1   Heating Units

Provide heating units that use radiant heat with no flame directly on the 
pavement.  Provide combustion chamber(s) that is(are) insulated and 
totally enclosed.  Shield the heating units with an enclosed hood to hold 
in the heat and to protect workers and surrounding areas.

1.4.2   Scarifying/Milling Equipment

**************************************************************************
NOTE:   The dept h of  scar i f i cat i on i s appr oxi mat el y 
25 mm 1 i nch unl ess ot her wi se st at ed f or  a speci f i c  
pr oj ect .   Never  scar i f y deeper  t han 50 mm 2 i nches.   
Do no scar i f y t o a dept h wi t hi n 25 mm 1 i nch of  t he 
under l y i ng base cour se.

**************************************************************************

Provide scarifying or hot milling equipment that is able to penetrate the 
pavement surface and cut to the depth as shown on the plans, without 
fracturing the aggregate in the pavement.  When used for this purpose, the 
scarifiers or hot milling heads have to be able to mix the recycled 
mixture with any material that is added as part of the recycling process.  
Provide equipment with height adjustments to clear obstacles in the 
pavement.

1.4.3   Distribution and Mixing Equipment

Provide at least one unit of the recycling equipment capable of uniformly 
distributing and thoroughly mixing the recycling agent [and new asphalt 
mixture] with the recycled material.  The distribution system(s) of the 
added material is(are) required to have a positive feed and shut-off 
linked to the movement of the unit.

1.4.4   Vibratory Screed

**************************************************************************
NOTE:   Cr oss s l ope and gr ade can be adj ust ed when 
addi t i onal  asphal t  mat er i al s ar e added t o t he 
mi xt ur e.   When onl y t he r ecycl i ng agent  i s added t o 
t he mi xt ur e,  t her e i s l i t t l e oppor t uni t y t o adj ust  
t he exi st i ng s l ope and gr ade.
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**************************************************************************

Provide a unit with a vibratory screed capable of spreading, leveling, and 
finishing the recycled mixture uniformly across the processed width.

1.4.5   Straightedge

Provide and maintain at the site, in good condition, one  3.66 meter  12 foot
 straightedge for each finishing unit (paver) for testing the finished 
surface.  Make straightedges available for Government use.  Straightedges 
have to be constructed of aluminum or other lightweight metal, with blades 
of box or box-girder cross section with flat bottom, reinforced to insure 
rigidity and accuracy, and with handles to facilitate movement on the 
pavement.

1.5   QUALITY CONTROL

**************************************************************************
NOTE:   The amount  of  sampl i ng and t est i ng r equi r ed 
depends upon t he t ype of  hot  i n- pl ace r ecycl i ng 
per f or med.   Pr ocesses t hat  do not  add addi t i onal  
asphal t  mi xt ur e onl y r equi r e t est i ng f or  t he amount  
of  r ecycl i ng agent  added t o t he mi xt ur e.   Pr ocesses 
t hat  add addi t i onal  asphal t  mat er i al  r equi r e 
gr adat i on,  asphal t  cont ent ,  and mi xt ur e vol umet r i c 
testing.

**************************************************************************

1.5.1   Initial Sampling and Testing

Perform sampling and testing using a commercial testing laboratory or 
Contractor's facilities, upon approval by the Contracting Officer.  Do not 
perform any work that requires testing until the testing facilities have 
been inspected and approved.  The first inspection of the testing 
facilities will be at the expense of the Government.  Cost incurred by the 
Government, for any subsequent inspection required because of failure of 
the facilities to pass the first inspection, will be charged to the 
Contractor.

1.5.2   Samples

Take samples of existing asphalt pavement from at least two locations to 
the expected depth of milling for laboratory tests in accordance with 
ASTM D979/D979M.  Take samples of existing aggregate stockpiles in 
accordance with ASTM D75/D75M.  Take samples of asphalt cement in 
accordance with ASTM D140/D140M and take samples of recycling agent in 
accordance with ASTM D140/D140M.  Use the samples of asphalt pavement to 
determine the job-mix formula (JMF).

1.6   ENVIRONMENTAL REQUIREMENTS

Perform hot in-place recycling procedures only when the existing pavement 
is dry and the pavement surface temperature is above  15 degrees C  60 
degrees F .

PART 2   PRODUCTS

**************************************************************************
NOTE:   Del et e t he i nappl i cabl e par agr aphs.   Devel op 
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a mi x desi gn or  JMF cont ai ni ng t he t ype and amount  
of  new aggr egat es and asphal t  cement  f or  pr ocesses 
r equi r i ng addi t i onal  new asphal t  mi xt ur e.   The 
mat er i al  r equi r ement s f or  t he new aggr egat es and 
asphal t  cement  used t o pr oduce t he new asphal t  
mi xt ur e have t o be l i s t ed bel ow.   The r equi r ement s 
l i s t ed ar e as gi ven i n Sect i on 32 12 15. 13 HOT- MI X 
ASPHALT AI RFI ELD PAVI NG or  Sect i on 32 01 13. 62 
ASPHALT SURFACE TREATMENT.

**************************************************************************

2.1   RECYCLING AGENTS

**************************************************************************
NOTE:   Sel ect  t he appr opr i at e gr ade of  r ecycl i ng 
agent  based upon t he abi l i t y  of  t he r ecycl i ng agent  
t o pr ovi de t he desi r ed asphal t  bi nder  pr oper t i es i n 
t he desi gned mi xt ur e.

**************************************************************************

Provide and use a hot-mix recycling agent of the appropriate grade 
conforming to ASTM D4552/D4552M .

2.2   JOB-MIX FORMULA

**************************************************************************
NOTE:   When addi t i onal  asphal t  mi xt ur e i s added t o 
t he mi xt ur e,  t he Gover nment  wi l l  have t o sampl e and 
pr ovi de i nf or mat i on concer ni ng t he mat er i al  
pr oper t i es ( asphal t  cont ent  and gr adat i on)  of  t he 
exi st i ng pavement  t o t he bi ddi ng par t i es.   Add an 
edi t ed ver si on of  ei t her  Sect i on 32 12 16. 16 
ROAD- MI X ASPHALT PAVI NG or  Sect i on 32 12 15. 13 
HOT- MI X ASPHALT AI RFI ELD PAVI NG t o t he pr oj ect  
speci f i cat i ons i n or der  t o pr ovi de t he mat er i al  and 
mi xt ur e pr oper t i es r equi r ed i n t he JMF.   The gr ade 
of  asphal t  speci f i ed ought  t o be t hat  whi ch i s 
speci f i ed by t he St at e DOT f or  t hat  l ocat i on.

**************************************************************************

Furnish the JMF to the Contracting Officer for review at least 14 days 
prior to the start of recycling operations.  Do not begin demolition or 
recycling operations until the mix design has been approved by the 
Contracting Officer.

a.  No payment will be made for hot in-place recycled mixtures produced 
prior to the completion and acceptance of the JMF.  Provide [the 
gradation of the aggregate] [and] [the percentage of [asphalt and] 
recycling agent to be added to the mixture] in the JMF submitted for 
approval. Also provide, with the JMF, the amount of [asphalt and] 
recycling agent given per square  meter  yard  of recycled material.

**************************************************************************
NOTE:   Speci f y 50 gyr at i ons f or  pavement s desi gned 
f or  l ow t i r e pr essur es ( l ess t han or  equal  t o 690 kPa
 100 psi ) .   Speci f y 75 gyr at i ons f or  pavement s 
desi gned f or  hi gh t i r e pr essur es ( gr eat er  t han 690 
kPa 100 psi ).

**************************************************************************
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b.  Develop the JMF by combining various percentages of the selected 
recycling agent with the existing pavement material.  Increase the 
amount of recycling agent in the recycled mixture until the void 
content of specimens made according to ASTM D6925 or ASTM D6926 using 
[50] [75] gyrations/blows reaches 3.5 percent.  This reveals the 
maximum amount of recycling agent that can be added to the mixture.  
If the voids in the mixture are at 3.5 percent or lower with no 
recycling agent added, then no recycling agent will be used unless new 
asphalt mixture is added.  At the selected amount of recycling agent 
and new asphalt mixture, if used, extract the asphalt cement from the 
samples made and recovered according to ASTM D2172/D2172M  and 
ASTM D5404/D5404M , respectively.

c.  Obtain the viscosity of the recovered asphalt cements in accordance 
with either ASTM D2170/D2170M  or ASTM D2171/D2171M .  The grade of 
recycling agent used in the recycled mixture has to be one that 
results in a dynamic shear rheometer measurement approaching the value 
indicated by ASTM D6373 for the high temperature PG grade requirements 
in the project location.

d.  List the asphalt content tolerance as plus or minus 0.5% of the 
developed asphalt content target value in the JMF. [The in-place hot 
reused asphalt paving will be covered with hot mix asphalt meeting the 
requirements given in Section [ 32 12 16.16  ROAD-MIX ASPHALT PAVING] [
32 12 15.13  HOT-MIX ASPHALT AIRFIELD PAVING]] [The in-place hot reused 
asphalt paving will be covered with surface treatment meeting the 
requirements given in Section 32 01 13.62  ASPHALT SURFACE TREATMENT].

PART 3   EXECUTION

3.1   PREPARATION OF SURFACE

Prior to recycling, clean the pavement surface of all loose and foreign or 
objectionable material with brooms or other suitable methods.  Localized 
patching, structural corrections, and adjustments to existing structures 
(i.e., manhole covers) have to be completed prior to the recycling process.

3.2   HEATING

**************************************************************************
NOTE:   Cont r ol  t he amount  of  heat  appl i ed t o t he 
pavement  suf f i c i ent l y t o avoi d damagi ng t he heat ed 
pavement .   Excess heat  bur ns and t her ef or e damages 
t he asphal t  bi nder .   Exper i ence has shown t hat  a 
dense gr aded asphal t  mi x t hat  i s  r el at i vel y l ean i n 
asphal t  cement  cont ent  i s easi est  t o heat .

**************************************************************************

Provide heating units of sufficient number and size to heat the pavement 
surface as required for successful scarifying or hot milling to the 
required depth.  Do not allow these units to overheat the existing 
pavement.  Generate sufficient heat to result in a minimum recycled 
mixture temperature of  115 degrees C  240 degrees F  as the mixture is being 
placed.  Do not allow the maximum temperature of the recycled mixture to 
exceed  143 degrees C  300 degrees F  at any time during the recycling 
process.  Dispose of any recycled mixture that exceeds  143 degrees C  300 
degrees F  in accordance with approved waste disposal procedures and 
locations/facilities and replace the recycled mixture at no cost to the 
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Government.

3.3   RECYCLING PROCEDURE

**************************************************************************
NOTE:   Based on t he r equi r ement s of  t he pr oj ect ,  
sel ect  ei t her  a s i ngl e-  or  mul t i pl e- pass met hod of  
r ecycl i ng.   The si ngl e- pass met hod i s f ur t her  br oken 
down i nt o r emi x and r epave pr ocedur es.   The 
mul t i pl e- pass met hod r equi r es a wear i ng sur f ace t hat  
can be appl i ed at  any t i me f r om i mmedi at el y pr i or  t o 
compact i on of  t he r ecycl ed mi xt ur e t o sever al  weeks 
later.

Edi t  t he f ol l owi ng par agr aphs accor di ng t o t he t ype 
of  r ecycl i ng t o be accompl i shed.

**************************************************************************

3.3.1   Single-Pass Method

Perform the single-pass method using self-contained, self-propelled, 
automated units capable of heating, scarifying or hot rotary mixing, and 
redistributing the recycled mixture.  The mixture consists of the existing 
pavement, recycling agent, [and new asphalt mixture] to the specified 
depth and design.  Automatically feed the reclaimed material into a mixing 
unit.  Add a recycling agent [and new asphalt mixture] to the reclaimed 
material in the mixer.  Apply the recycling agent within the range 
required for the project and control the application within plus or minus  
0.023 L/square meter  0.05 gallons/square yard .  Heat the recycling agent, 
at the time of application, to within plus or minus  14 degrees C  25 
degrees F  of the temperature of the recycled mixture.  Specify the [type 
and quantity of the new asphalt mixture as well as the proportion of new 
material and] reclaimed material in the JMF.  Thoroughly mix all materials 
while maintaining the minimum temperature of  115 degrees C  240 degrees F .  
After [mixing, the combined bituminous material] [the addition of the 
recycling agent], gather the reclaimed material using a leveling device 
equipped with augers for mixing and placing to a uniform depth over the 
width being processed (Repaving).  Place a layer of new hot mix asphalt 
conforming to the JMF over the recycled mix while it still has a residual 
minimum temperature of  107 degrees C  225 degrees F .  Automatically feed 
the layer of new hot mix asphalt (meeting the requirements of Section 
32 12 16.16  or Section 32 12 15.13 ) into a finishing unit (paver) that has 
automatic screed control for longitudinal leveling of the homogeneous 
recycled mixture to the required thickness in conformance with the 
specified cross-section.

3.3.2   Multiple-Pass Method

Perform the multiple-pass method consisting of self-contained, 
self-propelled or towed, automated units capable of heating, scarifying or 
hot rotary mixing, redistributing, and screeding.  The equipment used in 
the method has to also provide for controlled leveling at the crown and 
across the screed to insure a cross-section that conforms to the pavement 
profile specified.  Control the heating to provide a minimum recycled 
mixture temperature of  115 degrees C  240 degrees F  behind the screed.  The 
unit must be able to uniformly distribute the specified amount of 
recycling agent throughout the recycled mixture.  Apply the recycling 
agent within the range required for the project and control the 
application within plus or minus  0.023 L/square meter  0.05 gallons/square 
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yard .  Heat the recycling agent, at the time of application, to within 
plus or minus  14 degrees C  25 degrees F  of the temperature of the recycled 
mixture.  Apply a wearing course meeting the requirements of Section [
32 12 16.16  ROAD-MIX ASPHALT PAVING] [ 32 12 15.13  HOT-MIX ASPHALT AIRFIELD 
PAVING] [ 32 01 13.62  ASPHALT SURFACE TREATMENT] following completion of 
the recycling process.

3.4   JOINTS

Heat the existing pavement a minimum of  100 mm  4 inches  beyond the width 
of the recycling.  When recycling adjacent to an existing hot-mix recycled 
pavement mat, the heating has to extend  150 mm  6 inches  into the existing 
mat and at least  100 mm  4 inches  of the mat has to be recycled with the 
new mat.

3.5   COMPACTION

**************************************************************************
NOTE:   The amount  of  compact i on r equi r ed f or  t he 
i n- pl ace r ecycl ed asphal t  mi xt ur e depends on t he 
pavement  appl i cat i on.   Pavement s subj ect ed t o hi gh 
t i r e pr essur e ( over  690 kPa 100 psi )  vehi c l es,  heavy 
l oads,  or  numer ous appl i cat i on of  l oads r equi r e a 
mi ni mum densi t y or  degr ee of  compact i on of  93 
per cent  of  t he t heor et i cal  maxi mum speci f i c  gr avi t y 
of  t he r ecycl ed mi xt ur e.   Pavement s subj ect ed t o l ow 
t i r e pr essur e ( equal  t o or  l ess t han 690 kPa 100 psi
)  vehi c l es,  l i ght er  l oads,  or  f ewer  appl i cat i ons of  
l oads wi l l  r equi r e a mi ni mum densi t y or  degr ee of  
compact i on of  92 per cent  of  t he t heor et i cal  maxi mum 
speci f i c  gr avi t y of  t he r ecycl ed mi xt ur e.

**************************************************************************

Uniformly compact the in-place recycled asphalt mixture to a density of 
greater than or equal to [93] [92] percent of the theoretical maximum 
specific gravity but less than or equal to 96 percent of the theoretical 
maximum specific gravity as determined according to ASTM D2041/D2041M .  
Provide and utilize the type, size and number of rollers using the rolling 
pattern that produced the approved test section in production paving.  Use 
a pneumatic-tire roller to seal the surface.  Use additional rollers as 
required to remove any roller marks.  Use only water or an approved 
release agent on rollers, tamps, and other compaction equipment.  Operate 
rollers in vibratory mode only when doing so does not damage the 
pavement.  Establish a new rolling pattern when changes occur in the 
recycled mix or placement conditions.  Adjust or cease compaction when 
cracking or displacement occurs.  Repair cracked pavement before sealing, 
overlaying or applying surface treatments.  Ensure that pavement is fully 
compacted before allowing rollers to park on the pavement.  Suspend 
operations when the density is found to be outside the specified range.  
Provide a written corrective action plan to the Contracting Officer that 
will ensure future operations will result in pavement densities within the 
specified range.  Do no restart recycling operations until operations have 
been adjusted so that density requirements are met.  Correct pavement with 
density lower than the minimum specified by either removing and replacing 
or reheating with an infrared heater with no open flame and recompacting 
at no additional cost to the Government.  Pavement can only be reheated 
and recompacted once.  If its density remains below the minimum specified, 
remove and replace the pavement mixture having inadequate density at no 
additional cost to the government.
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3.6   TEST SECTION

**************************************************************************
NOTE:   Use of  a t est  sect i on i s r ecommended f or  al l  
hot  i n- pl ace r ecycl i ng pr oj ect s,  especi al l y f or  
s i ngl e- pass met hods of  const r uct i on.   Pl acement  of  
t est  sect i ons i n t wo adj acent  pavi ng l anes i s 
r equi r ed f or  r ecycl i ng of  pavement  ar eas wher e 
ext ensi ve l ongi t udi nal  const r uct i on j oi nt s ar e 
r equi r ed,  i . e.  par ki ng l ot s.

**************************************************************************

Prior to the start of the recycling, recycle a length of pavement at least  
30 meters  100 feet  long to the depth required in the project.  If 
possible, at the direction of the Contracting Officer, place this test 
section in two adjacent paving lanes to demonstrate joint construction.  
In accordance with requirements specified in paragraph PREPARATION OF 
SURFACE, paragraph HEATING, paragraph RECYCLING PROCEDURE and paragraph 
COMPACTION, place or spread the recycled mixture and then roll the 
recycled mixture with the equipment to be used in the project.  Test and 
evaluate this test section as a full day's production.  The test section 
may be located in one of the less critical areas of the project pavement 
construction, as directed by the Contracting Officer.  Begin full 
production if test results are satisfactory, and as approved by the 
Contracting Officer.  If the test section was constructed within the 
project boundaries and demonstrates satisfactory test results, keep it in 
place as part of the completed pavement.  If tests indicate that the 
pavement does not conform to specification requirements, make necessary 
adjustments to operations and procedures immediately and construct another 
test section, all at no additional cost to the Government.  Construct 
additional test sections, as necessary and as directed by the Contracting 
Officer, to be sampled and tested for conformance with specification 
requirements.  Do not start full production without test section approval 
by the Contracting Officer.

3.7   ACCEPTABILITY OF WORK

3.7.1   Field Testing and Sampling

Perform the tests described in paragraph MIXTURE PROPERTIES and paragraph 
DENSITY TESTING on one set of samples taken at the rates and times 
specified in these sub paragraphs.  Submit copies of all test results 
within 24 hours of material sampling.  Submit copies of test reports on 
material properties of existing asphalt pavement [and new asphalt 
mixture], not less than [30] [_____] days before the material is required 
in the work.  Include with the test reports all of the information 
establishing compliance with the requirements detailed in this section and 
in referenced publications.  Certified copies of the recycling agent 
manufacturer's test reports indicating compliance with applicable 
specified requirements, have to be received no less than [30] [_____] days 
before the material is required for the project.  Perform sampling and 
testing using a commercial testing laboratory or Contractor's facilities, 
upon approval by the Contracting Officer.

3.7.1.1   Mixture Properties

**************************************************************************
NOTE:   Sel ect  t he i nf or mat i on i n t he f i r st  set  of  
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br acket s when t he si ngl e- pass r emi x pr ocess i s used 
and sel ect  t he i nf or mat i on i n t he second set  of  
br acket s when t he mul t i pl e- pass pr ocess i s used.   
Sampl e and t est  t he mi xt ur e t wi ce a day,  or  once f or  
ever y 4 hour s,  of  pr oduct i on or  pl acement .

**************************************************************************

[Obtain a sample of the recycled mixture for every [_____] hours of mix 
production.  Extract the asphalt cement from the mix according to 
ASTM D2172/D2172M .  The asphalt content of the recycled material has to be 
within the tolerance given in paragraph JOB-MIX FORMULA.  Determine the 
gradation of the extracted aggregate according to ASTM C117 and 
ASTM C136/C136M.  The extracted gradation has to meet the JMF and the 
corresponding tolerances.] [Record and report to the Contracting Officer 
the amount of recycling agent used per day along with the square  meter  yard
 area recycled.  Use these values to verify that the correct amount of 
recycling agent is being added to the recycled mixture.]

3.7.1.2   Density Testing

**************************************************************************
NOTE:   A 100 mm 4 i nch cor e or  150 mm 6 i nch cor e 
sampl e i s r equi r ed f or  each 1, 700 t o 5, 000 squar e 
meters  2, 000 t o 6, 000 squar e yar ds of  hot  i n- pl ace 
r ecycl ed mi xt ur e.   Def aul t  ar ea of  sampl i ng i s 1, 700 
squar e met er s 2, 000 squar e yar ds.

**************************************************************************

Obtain one  100 or 150 mm  4 or 6-inch  diameter core sample for each [_____] 
square  meters  yards  of hot in-place recycled mixture.  Determine the 
location of the core samples according to ASTM D3665.  Determine the 
density of the cores in accordance with ASTM D2726/D2726M .  Report the 
density as a percent of the theoretical maximum specific gravity, as 
determined by ASTM D2041/D2041M , of the cores.  Correct pavement with 
density lower than the minimum specified by either removing and replacing 
or reheating with an infrared heater with no open flame and recompacting 
at no additional cost to the Government.

3.7.2   Grade Conformance

**************************************************************************
NOTE:   Run l i nes of  l evel s t o det er mi ne el evat i on of  
t he pl aned pavement  l ongi t udi nal l y and t r ansver sel y 
at  i nt er val s not  exceedi ng 7. 6 met er s 25 f eet  f or  
pavement s subj ect  t o ai r cr af t  t r af f i c ,  such as 
ai r f i el d r unways and t axi ways.   Gr ade measur ement s 
f or  r oads wi l l  be 7. 6 m 25 f eet  l ongi t udi nal l y al ong 
cent er l i ne and as appr opr i at e t r ansver sel y.

**************************************************************************

Test the finished surface of the recycled pavement, for conformance with 
the plan-grade requirements and acceptance in the presence of the 
Contracting Officer, by running lines of levels at intervals of [_____]  
meters  feet  longitudinally and [_____]  meters  feet  transversely to 
determine the elevation of the completed pavement.  Correct the finished 
surface where it varies more than  15 mm  0.6 inch  from the established 
plan-grade line and elevation.  Correct the finished surfaces at junctures 
with other pavements where the surface does not coincide with the finished 
surfaces of abutting pavements.
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3.7.3   Surface-Smoothness

During construction of the recycled pavement, the finished surface will be 
tested by the Contractor using a straightedge.  The measurements of any 
deviations from the straightedge and the locations of those deviations 
will be recorded.  Other approved devices may be used provided that, when 
satisfactorily and properly operated, such devices reveal all surface 
irregularities exceeding the tolerances specified.  Correct surface 
irregularities that depart from the testing edge by more than  6 mm  1/4 inch
 as directed.

        -- End of Section --
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