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CONCRETE PAVI NG FCR Al RFI ELDS AND OTHER HEAVY DUTY PAVEMENTS
11/ 22, CHG 1: 05/24
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NOTE: This guide specification covers the

requi renents for construction of concrete pavenent
for Arny, Navy and Air Force airfields and
heavy-duty roads, parking areas, hardstands, and
vehi cul ar pavenent.

Adhere to UFC 1-300-02 Unified Facilities Quide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. For bracketed itens, choose
applicable item(s) or insert appropriate information

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and nust be
submtted as a Criteria Change Request (CCR)
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PART 1 GENERAL
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NOTE: In preparing contract specifications for
concrete pavenent, use UFC 3-250-04 STANDARD
PRACTI CE FOR CONCRETE PAVEMENTS for gui dance. Use
UFGS 32 13 13.06, "Portland Cerment Concrete Pavenent
for Roads and Site Facilities," or State hi ghway
specifications only for non organi zati onal parking,
roads, streets, and driveways where the equival ent
passes of an 18-kip ESAL are less than 5.7 mllion
Use UFGS 32 13 14.13 for all organizational vehicle
parki ng, special mlitary vehicles, and airfield
concrete pavenments. Special mlitary vehicles
identified in UFC 3-201-1 include, but are not
l[imted to: cranes, aircraft tow tractors,
forklifts, container handling vehicles, tracked
vehicles, heavy nilitary cargo trucks (greater than
10, 000 pounds (4535 kg) (e.g., Heavy Expanded
Mobility Tactical Truck (HEMIT), Heavy Equi pnent
Transport Systens (HETS), Palletized Load Systemns
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1

(i.e. MLO74, MLO75), M ne Resistant Anbush Protected
(MRAP), and Stryker vehicles.

Edit specifications devel oped for Corps of Engineers
managed projects in accordance with ER 1110-34-1
Engi neering and Design Transportation Systens

Mandat ory Center of Expertise (Section 11, 12, App
A B, O.

Contact the Corps of Engineers Transportation
Systenms Center (TSMCX), the Air Force Cvil Engineer
Center (AFCEC) pavenent Subject Matter Expert (SME)
or Naval Facilities Engineering Systems Comand
(NAVFAC) for guidance on interpreting and editing
this specification section.

This specification section is structured for
Contractor sanpling and testing of materials and

m xture proportioning. |f Governnent sanpling,
testing and m xture proportioning are required,
contact the TSMCX, AFCEC pavenment SME, or NAVFAC for

speci fication | anguage.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

1 UNI T PRI CES
1.1 Measur enent s

The quantity of concrete to be paid for will be the volune of concrete in
cubic neters yards including thi ckened edges [nonolithic curb], where
required, placed in the conpleted and accepted pavenent. Concrete will be
nmeasured in place in the conpleted and accepted pavenent only within the
neat |ine dimensions shown in the plan and cross section. No deductions
wi Il be nade for rounded or bevel ed edges or the space occupied by
paverent reinforcenent, dowel bars, [tie bars, Jor electrical conduits,

nor for any void, or other structure extending into or through the
paverent slab, neasuring 0.1 cubic nmeter 3 cubic feet or less in volune.
No ot her all owance for concrete will be made unl ess placed in specified

| ocations in accordance with the approved contract nodification. The
guantity of other materials specified herein, and used in the construction
of the work covered by this section, will not be neasured for payment, but
wi Il be considered a subsidiary obligation, covered under the price per
cubic nmeter yard for concrete. Joint sealing naterials are covered in
Section 32 01 19.61 SEALING OF JONTS IN RIG D PAVEMENT or 32 13 73.19
COVPRESSI ON CONCRETE PAVI NG JO NT SEALANT.

1.2 Payment s

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

NOTE: Use the applicable paragraph fromthe two
choi ces bel ow and del ete the other. For Lunp Sum
payment, include concrete unit price from Government
estimate in paragraph LUVW SUMto provide cost basis
for cal culati ng paynent reduction

Al ways retain one paynent nethod.
ER R IR I I R R R R R I I I R R R R I I R R R R S I I I R R R R I I I I R R R S I I I R O I I I R R R S I I I
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1.1.2.1 Unit Price

The quantity of concrete neasured as specified above will be paid for at
the contract unit price when placed in conmpleted and accepted pavenents.
Payment will be made at the contract price for cubic nmeter yard for the
scheduled item with necessary adjustnents as specified below. Paynent
will constitute full conpensation for providing all materials, equipnent,
plant and tools, and for all |abor and other incidentals necessary to
conpl ete the concrete pavenment, except for other itenms specified herein
for separate paynent.

1.1.2.2 Lunmp Sum

The quantity of concrete will be paid for and included in the | unp-sum
contract price. |If less than 100 percent paynent is due based on the pay
factors stipulated below, a unit price of | ] per cubic neter yard
wi Il be used for purposes of calculating the paynment reduction. Paynent
will constitute full conpensation for all naterials, equipnent, plant and
tools, and for all |abor and other incidentals necessary to conplete the
concrete pavenent, except for other itens specified herein for separate
paynent .

1.1.3 Payment of Lots

Wien a lot of material fails to neet the specification requirenments, that
lot will be accepted at a reduced price or be renoved and replaced. The

| owest comnputed percent paynment determ ned for any pavenent characteristic
di scussed bel ow (for exanple, thickness, grade, and surface snoot hness)
becomes the actual percent payment for that lot. The actual percent

paynment will be applied to the unit price and the nmeasured quantity of
concrete in the lot to deternine actual paynent. Use results of strength
tests to control concreting operations. Strength will be eval uated, but
wi Il not be considered for paynment adjustnment. Renove and replace any

subl ot not neeting the required 'Concrete Strength for Final Acceptance'
at no additional cost to the Covernnent.

1.1.4 Paynment Adj ustnment for Snpot hness
1.1.4.1 Strai ght edge Testing
Record | ocation and devi ation from strai ghtedge for all measurenents.

Deternine the conputed percent paynent for straightedge testing by
entering Table 1.

TABLE 1

PAYMENT ADJUSTMENT FOR SMOOTHNESS USI NG STRAI GHTEDGE

Devi ation from strai ghtedge for all Conput ed Percent Paynent
nmeasurenents nmade within a | ot exceed the
tol erance specified in paragraph SURFACE

SMOOTHNESS by:

Less than or equal to 5.0 percent 100

SECTION 32 13 14.13 Page 8




TABLE 1

PAYMENT ADJUSTMENT FOR SMOOTHNESS USI NG STRAI GHTEDGE

Devi ation from strai ghtedge for all
nmeasurenents nmade within a | ot exceed the
tol erance specified in paragraph SURFACE

SMOOTHNESS by:

Conput ed Percent Paynent

More than 5.0 percent 95
but

Less than or equal to 10.0 percent,

after any reduction of high spots or renoval

and repl acenment

More than 10.0 percent 90
but

Less than or equal to 15.0 percent

More than 15.0 percent 75

but
Less than or equal to 20.0 percent

More than 20.0 percent

Renove and Repl ace

1.1.4.2 Profil ograph Testing

Record | ocation and data fromall profilograph neasurenments. Determ ne
t he conputed percent paynent for profil ograph snmoot hness by entering Tabl e

2.

TABLE 2

PAYMENT ADJUSTMENT FOR SMOOTHNESS USI NG PROFI LOGRAPH

Profile Index of a 0.1 kmO0.1 mle segnent of a
| ot exceeds the tolerance specified in paragraph
SURFACE SMOOTHNESS by:

Conput ed Percent Paynent

Less than 16 mmper km 1.0 inch per nile 100
16 mm per km 1.0 inch per mle 95
but

Less than 32 mm per km 2.0 inches per mle,

after any reduction of high spots or renoval and

repl acenent

32 mmper km 2.0 inches per nile 90
but

Less than 47 mm per km 3.0 inches per mle

47 mm per km 3.0 inches per mle 75

but
Less than 63 mm per km 4.0 inches per mle
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TABLE 2

PAYMENT ADJUSTMENT FOR SMOOTHNESS USI NG PROFI LOGRAPH

SURFACE SMOOTHNESS by:

Profile Index of a 0.1 kmO0.1 mle segnent of a
| ot exceeds the tolerance specified in paragraph

Conput ed Percent Paynent

63 mm per km 4.0 inches per nile or nore

Renove and Repl ace

1.1.4.3 Aircraft Arresting Systens

EE R R R S I R R I R I R S R R R R O S R R R I R R R R R S R R R

NOTE:
SYSTEMS, if not
operations.

Del ete this paragraph, Al RCRAFT ARRESTI NG
present or

i mpact ed by paving

EE R R R S I R R I R R I R S R I R R R S R R S R R R S R R R R R

The 60 m 200 feet of airfield pavement on both the approach and departure

sides of the arresting system pendant

area as a separate lot for

obj ects and undul ati ng surfaces are detrinental

engagenents and are not all owabl e.

speci fied in paragraph STRAI GHTEDGE TESTI NG i s accept abl e.
repl ace pavenents exceedi ng the tol erances.

1.1.5 Payment Adj ustnment for

Deterni ne the conputed percent

payment for

is acritical area. Consider this
paynment adj ustnment for snoothness. Protruding
to successful tail hook

No exceedance of the tol erances
Rermove and

Pl an Grade

pl an grade by entering TABLE 3.

TABLE 3

PAYMENT ADJUSTMENT FOR PLAN GRADE

Percent of all neasurenents nade within a
lot that are within the paynent adjustnent
limts specified in paragraph Plan G ade

Conput ed Percent Paynent

Less than or equal to 5.0 100
More than 5.0 95
but

Less than or equal to 10.0

More than 10.0 90

but
Less than 20

SECTI ON 32 13

14.13 Page 10




TABLE 3

PAYMENT ADJUSTMENT FOR PLAN GRADE

Percent of all

neasurenents nade within a
lot that are within the paynent adjustnent
limts specified in paragraph Plan G ade

Conput

ed Percent Paynent

More than 20.0
but
Less than 50

75

50 or nore

Renove and Repl ace

As an exanpl e,

t he conput ed percent

1.1.6

Usi ng the Average Thi ckness of the |ot,

if 100 neasurenents are required for the specified |ot,
9 of the required nmeasurenents are within the Paynent Adjustnent
identified in paragraph Plan G ade,

Paynment Adj ustnent for Thi ckness

determne t

payment for thickness by entering Table 4.

and
limts

9 percent would be used to determ ne
paynment of 95 percent.

he conput ed percent

TABLE 4

PAYMENT ADJUSTMENT FOR THI CKNESS

Deficiency in Thickness
Det erm ned by cores
m | |inetersinches

Conput ed Perc

ent Paynent

Pavenments Equal To or
Greater Than 200 mm 8 inches

Pavenents Less Than 200 nm
8 inches Thick

Thi ck
0.00 to 6.2 0.00 to 0.24 100 100
6.3 to 12.5 0.25 to 0.49 75 65
12.6 to 18.9 0.50 to 0.74 50 Renove and Repl ace

19.0 0.75 or greater

Renove and Repl ace

Renove and Repl ace

Where either of the two cores froma sublot show a thickness deficiency of

19 mm 0.75 inch or
or

8 i nches or

greater,
[ ess in thickness] drill
average thickness of the four cores.
deficiency of 19 mr 0.75 inch or
| ess in thickness]

[13 mr 0.50 inch for

SECTION 32 13 14.13 Page 11
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1.2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci fication when you choose to reconcile

references in the publish print process.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

AMERI CAN ASSCCI ATI ON OF STATE H GHWAY AND TRANSPORTATI ON OFFI CI ALS

(AASHTO
AASHTO M 182 (2005; R 2021) Standard Specification for
Burlap Cdoth Made from Jute or Kenaf and
Cotton Mats

AVERI CAN CONCRETE | NSTI TUTE ( ACl)

ACl 201.1R (2008) Guide for Conducting a Visua
I nspection of Concrete in Service

ACl 211.1 (1991; R 2009) Standard Practice for
Sel ecting Proportions for Normal
Heavywei ght and Mass Concrete

ACl 214R (2011) Evaluation of Strength Test Results
of Concrete

ACl 305R (2020) Cuide to Hot Weather Concreting

ACl 306R (2016) Guide to Cold Weat her Concreting

ACl 325.14R (2017) Cuide for Design and Proportioning

of Concrete M xtures for Pavenents
ASTM | NTERNATI ONAL ( ASTM
ASTM A184/ A184M (2019) Standard Specification for Wl ded

Def ormed Steel Bar Mats for Concrete
Rei nf or cenent
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ASTM A615/ A615M

ASTM A996/ A996M

ASTM A1064/ A1064M

ASTM A1078/ A1078M

ASTM C29/ C29M

ASTM C31/ C31M

ASTM C33/ C33M

ASTM C39/ C39M

ASTM C78/ C78M

ASTM C88

ASTM C94/ C94M

ASTM C114

ASTM C117

ASTM C123/ C123M

ASTM C125

ASTM C131/ C131M

(2022) Standard Specification for Deforned
and Pl ain Carbon-Steel Bars for Concrete
Rei nf or cenent

(2016) Standard Specification for
Rai | - Steel and Axl e-Steel Deforned Bars
for Concrete Reinforcenent

(2022) Standard Specification for

Car bon-Steel Wre and Wl ded Wre

Rei nforcenent, Plain and Deforned, for
Concrete

(2019) Standard Specification for
Epoxy-Coated Steel Dowels in Concrete
Pavement

(2023) Standard Test Method for Bul k
Density ("Unit Weight") and Voids in
Aggr egat e

(2024) Standard Practice for Mking and
Curing Concrete Test Specimens in the Field

(2023) Standard Specification for Concrete
Aggr egat es

(2023) Standard Test Method for
Conpressive Strength of Cylindrical
Concrete Speci nens

(2022) Standard Test Method for Fl exural
Strength of Concrete (Using Sinple Beam
wi t h Third-Poi nt Loadi ng)

(2018) Standard Test Method for Soundness
of Aggregates by Use of Sodium Sulfate or
Magnesi um Sul f at e

(2023) Standard Specification for
Ready- M xed Concrete

(2023) Standard Test Methods for Chem cal
Anal ysi s of Hydraulic Cenent

(2023) Standard Test Method for Materials
Fi ner than 75-um (No. 200) Sieve in
M neral Aggregates by Washing

(2023) Standard Test Method for
Li ght wei ght Particles in Aggregate

(2021a) Standard Term nol ogy Relating to
Concrete and Concrete Aggregates

(2020) Standard Test Method for Resistance
to Degradation of Small-Size Coarse
Aggregate by Abrasion and Inpact in the
Los Angel es Machi ne
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ASTM C136/ C136M

ASTM C138/ C138M

ASTM C142/ C142M

ASTM C143/ C143M

ASTM C150/ C150M

ASTM C172/ C172M

ASTM C174/ C174M

ASTM C192/ C192M

ASTM C231/ C231M

ASTM C260/ C260M

ASTM C294

ASTM C295/ C295M

ASTM C309

ASTM C494/ C494M

ASTM C595/ C595M

ASTM C618

ASTM C666/ C666M

(2019) Standard Test Method for Sieve
Anal ysi s of Fine and Coarse Aggregates

(2023) Standard Test Method for Density
(Unit Weight), Yield, and Air Content
(Gravinetric) of Concrete

(2017; R 2023) Standard Test Method for
Clay Lunps and Friable Particles in
Aggr egat es

(2020) Standard Test Method for Slump of
Hydr aul i c- Cemrent Concrete

(2022) Standard Specification for Portland
Cenment

(2017) Standard Practice for Sanpling
Freshly M xed Concrete

(2017) Standard Test Method for Measuring
Thi ckness of Concrete El ements Using
Drilled Concrete Cores

(2019) Standard Practice for Maki ng and
Curing Concrete Test Specinmens in the
Labor at ory

(2024) Standard Test Method for Air
Content of Freshly M xed Concrete by the
Pressure Met hod

(2010a; R 2016) Standard Specification for
Ai r-Entraining Adm xtures for Concrete

(2012; R 2017) Standard Descriptive
Normencl ature for Constituents of Concrete
Aggr egat es

(2019) Standard Guide for Petrographic
Exam nati on of Aggregates for Concrete

(2019) Standard Specification for Liquid
Menbr ane- For mi ng Conmpounds for Curing
Concrete

(2019; E 2022) Standard Specification for
Chem cal Admi xtures for Concrete

(2023) Standard Specification for Bl ended
Hydraul i c Cenents

(2023; E 2023) Standard Specification for
Coal Fly Ash and Raw or Cal ci ned Natural
Pozzol an for Use in Concrete

(2015) Resistance of Concrete to Rapid
Freezi ng and Thaw ng
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ASTM C881/ C881M

ASTM C989/ C989M

ASTM C1017/ C1017M

ASTM C1064/ C1064M

ASTM C1077

ASTM C1240

ASTM C1260

ASTM C1567

ASTM C1602/ C1602M

ASTM C1646/ C1646M

ASTM C1895

ASTM D75/ D75M

ASTM D1751

ASTM D1752

(2020a) Standard Specification for
Epoxy- Resi n- Base Bondi ng Systens for
Concrete

(2024) Standard Specification for Slag
Cenent for Use in Concrete and Mortars

(2013; E 2015) Standard Specification for
Chemical Admi xtures for Use in Producing
Fl owi ng Concrete

(2023) Standard Test Method for
Tenperature of Freshly M xed
Hydraul i c- Cerent Concrete

(2024) Standard Practice for Agencies
Testing Concrete and Concrete Aggregates
for Use in Construction and Criteria for
Testing Agency Eval uation

(2020) Standard Specification for Silica
Fune Used in Cenentitious M xtures

(2023) Standard Test Method for Potential
Al kali Reactivity of Aggregates
(Mortar-Bar Met hod)

(2023) Standard Test Method for Potential
Al kali-Silica Reactivity of Conbinations
of Cenmentitious Materials and Aggregate
(Accel erated Mortar-Bar Met hod)

(2022) Standard Specification for M xing
Water Used in Production of Hydraulic
Cenent Concrete

(2016) Making and Curing Test Specinens
for Eval uating Frost Resistance of Coarse
Aggregate in Air-Entrai ned Concrete by
Rapi d Freezi ng and Thawi ng

(2020) Standard Test Method for
Det er mi nati on of Mbhs Scratch Hardness

(2019) Standard Practice for Sanpling
Aggr egat es

(2018) Standard Specification for

Pref ormed Expansion Joint Filler for
Concrete Paving and Structural
Construction (Nonextrudi ng and Resilient
Bi t um nous Types)

(2018) Standard Specification for

Pref ormed Sponge Rubber, Cork and Recycl ed
PVC Expansion Joint Fillers for Concrete
Pavi ng and Structural Construction
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1.

ASTM D2196 (2010) Standard Test Methods for
Rheol ogi cal Properties of Non- New oni an
Material s by Rotational (Brookfield type)
Vi scomet er

ASTM D2995 (2023) Determ ning Application Rate of
Bi tum nous Distributors

ASTM D3665 (2012; R 2017) Standard Practice for
Random Sanpl i ng of Construction Materials

ASTM D4791 (2019) Flat Particles, Elongated
Particles, or Flat and El ongated Particles
i n Coarse Aggregate

ASTM E1274 (2018) Standard Test Method for Measuring
Pavermrent Roughness Using a Profil ograph

NATI ONAL READY M XED CONCRETE ASSOCI ATI ON ( NRMCA)

NRMCA QC 3 (2015) Quality Control Manual: Section 3,
Plant Certifications Checklist:
Certification of Ready M xed Concrete
Production Facilities

U S. ARW CORPS OF ENG NEERS (USACE)

CCE CRD-C 55 (1992) Test Method for Wthin-Batch
Uniformty of Freshly M xed Concrete

CCE CRD-C 130 (2001) Standard Reconmmended Practice for
Estimati ng Scratch Hardness of Coarse
Aggregate Particles

CCE CRD-C 143 (1962) Specifications for Meters for
Automati c Indication of Misture in Fine
Aggr egat e

CCE CRD-C 300 (1990) Specifications for Menbrane-Form ng

Conpounds for Curing Concrete

CCE CRD-C 521 (1981) Standard Test Method for Frequency
and Anplitude of Vibrators for Concrete

CCE CRD-C 662 (2009) Determ ning the Potenti al
Al kali-Silica Reactivity of Conbinations
of Cementitious Materials, LithiumN trate
Adm xture and Aggregate (Accel erated
Mort ar - Bar Met hod)

U. S. DEPARTMENT OF DEFENSE ( DOD)

TSPWs M 3- 250- 04. 97- 05 (2019) Proportioning Concrete M xtures
with Graded Aggregates for Rigid Airfield
Pavenent s

3 SUBM TTALS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submttal
items in the text, to reflect only the submttals
required for the project. The CGuide Specification
technical editors have classified those itens that
requi re Governnent approval, due to their conplexity
or criticality, with a "G" GCenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G’ to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arny projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Forceprojects.

The "S" classification indicates subnmittals required
as proof of conpliance for sustainability Guiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PROCEDURES.

Choose the first bracketed itemfor Navy and Air

Force projects, or choose the second bracketed item
for Arny projects.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Covernment approval is required for submttals with a "G' or "S"
classification. Subnittals not having a "G' or "S" classification are
[for Contractor Quality Control approval.][for information only. Wen
used, a code following the "G' classification identifies the office that
will reviewthe submttal for the Government.] Subnmit the following in
accordance with Section 01 33 00 SUBM TTAL PROCEDURES:
SD-01 Preconstruction Subnittals
Proposed Techniques; ¢, [ 11
Prelim nary Proposed Proportioning;, G DO
Paverment Quality Control Plan; C[, [ 11
Stringless Technology; G, [ 1]
SD- 03 Product Data
Diamond Ginding Plan; ¢, [ 11

Dowels; G, [ 1]
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Dowel Bar Assenblies; C, [_ 11
Equiprent; C[, [__ 1]
Concrete Patching M xture; C[, [__ 11
SD- 05 Design Data
Proportioning Studies; G DO
SD-06 Test Reports
Batch Pl ant Manufacturer's Inspection Report; G, [__ 11
Sli pf orm Paver Manufacturer's Inspection Report; ¢, [ 11
Sanpling and Testing; C[, |
Di anmond Grindi ng of PCC Surfaces; ¢, |
M xer Performance (Uniformity) Testing; C, [__ 1]
Repair Recommendations Plan; C, [_ 11
Pavi ng Lot Report; ([, |
Test Section Paving Lot Report; ¢, [ 11
Test Section Lot Report; C[, |
SD-07 Certificates
Contractor Quality Control (CQC) Staff; ¢, [ 1]
Laboratory Accreditation and Validation; C[, |
Commerci al Laboratory; ¢, [_ 11
NRMCA Certificate of Confornance
Pet rographer Resume; G, [ 1]
Li censed Surveyor; C[, [ 11
Concrete Batch Plant OQperator; ¢, |
Profil ograph Operator; C[, [__ 11

1.4 QUALI TY CONTRCL

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: For Air Force and Arny airfield paving
projects, retain the first bracketed statenent,

del ete the second bracketed statenment, and

coordi nate Concrete Paving CQC Manager requirenents
with the Quality Control Manager paragraph of the
Quality Control specification (01 45 00).

For Ot her Heavy Duty (non-airfield) paving projects,

SECTION 32 13 14.13 Page 18



1

retain the second bracketed statenment, delete the
first bracketed statenent, and ensure consistency
with the Quality Control specification.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

4.1 Contractor Quality Control (CQC) Staff

Ref erence Section 01 45 00 QUALI TY CONTROL for general CQC personnel
qualification requirenments. In addition, submt specific CQC personne
qualification requirements |listed below Submt qualifications and resumnes
for the Concrete Paving CQC Manager and petrographer. Submit certification
for all CQC personnel assigned to concrete construction for their
respective position:

a. ldentify an individual within the onsite work organi zation as the
Concrete Paving CQC Manager, who is responsible for overall managenent
of concrete paving CQC and has the authority to act in all concrete
paving CQC matters including authority to stop concrete pavi ng work
which is out of conpliance.

[ The mi nimum requirenments for the Concrete Paving CQC Manager consi st
of 8 years airfield concrete paving experience simlar to work

requi red under this contract with a m ninmum of 3 years in a concrete
pavi ng CQC role. The Concrete Paving CQC Manager is a separate person
and is in addition to the Quality Control Manager identified in
Section 01 45 00 QUALITY CONTROL. ]

[ The mi ni mumrequirenments for the Concrete Paving CQC Manager consi st
of 5 years concrete paving experience simlar to work required under

this contract with a minimumof 2 years in a concrete paving CQC role.

The Concrete Pavi ng CQC Manager can al so serve as the Quality Control
Manager provided they neet the requirements of Section 01 45 00
QUALI TY CONTROL and the Concrete Paving CQC Manager experience

requi renents above. ]

b. CQC personnel responsible for inspection of concrete paving
operations: AClI Concrete Transportation Construction Inspector. The
ACl Concrete Transportation Construction Inspector is required to be
present at the paving site during all paving operations, with the
exception of the initial saw cutting operation. The QC nanager is
required to be present during initial saw cutting operations.

c. CQC staff is required to oversee all aspects of sawi ng operations
(sawi ng, flushing, vacuum ng, checking for random cracking, |ighting).

d. Lead Foreman or Journeyman of the Concrete Placing, Finishing, and
Curing Crews: ACI Advanced Concrete Flatwork Finisher

e. Batch Plant Manufacturer's Inspection Report : A technica
representative fromthe batch plant nanufacturer is required to be
on-site to inspect and make necessary adjustments prior to uniformty
testing and after maj or conmponent repairs or replacenments. The
i nspecti on and necessary adjustnents of all batch plant components
include but are not linmted to aggregate bin wei ghi ng operations,
wat er nmetering, cenent and fly ash wei ghing devices. All necessary
i nspections and adjustments by the manufacturer technica
representative are required to be performed prior to uniformty
testing. Submit a witten Batch Plant Manufacturer's |nspection Report

signed by the technical representative noting all inspection itens
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1

1

4.

2

and corrections and stating the batch plant is capable of producing
the volume of concrete as required herein

Fiel d Testing Technicians: ACI Concrete Field Testing Technician
G ade |I.

Sl i pf orm Pavi ng Equi prent Manufacturer's Representative: A technica
representative of the slipform paving equi prent manufacturer is
required to be on-site during the test section construction to inspect
and nake corrections to the paving equi pnent to provide proper
operations. Performa conplete and full hydraulic flow test of the

vi brator systemprior to the test section being placed. Subnmit a
witten Slipform Paver Manufacturer's |Inspection Report signed by the
manuf acturer's technical representative noting all inspections,
corrections, and flow tests have been perforned and the paver is in a
condition to performthe required work.

Laboratory Testing Technicians: ACI Concrete Strength Testing
Techni ci an and ACI Concrete Laboratory Testing Technician, Level 1 or
2.

O her Staff

EE R R R S I R I R I R I R S R R R R S R R I R R R R R S R R O

NOTE: For Licensed Surveyor, select the first
bracketed text for CONUS projects and the second set
of bracketed text for OCONUS project.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Submit for approval the qualifications and resunes for the follow ng staff:

a.

4.

3

Pet r ogr apher: Bachel or of Science degree in geol ogy or petrography,
trained i n petrographi c exam nation of concrete aggregate according to
ASTM C294 and ASTM C295/ C295N and trained in identification of the
specific deleterious materials and tests identified in this
specification. Detail the education, training and experience rel ated
to the project-specific test nethods and del eterious naterials in the
Pet r ographer Resunme and subnit at | east 20 days before petrographic
and deleterious materials exam nation is to conmrence.

Li censed Surveyor: Performall survey work under the supervision of a
prof essional |and surveyor licensed in the [state][region] the work is
bei ng perforned.

Concrete Batch Plant Operator: National Ready M x Concrete Association
(NRMCA) Pl ant Manager certification.

Profil ograph Operator: Certification by equi pmrent manufacturer or a
state Departnment of Transportation.

Laboratory Accreditation and Validation

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: At the discretion of the Navy project

engi neer, the requirenents for the USACE MIC
val i dation of construction testing |aboratories may
be deleted. Validation of the project |aboratories
will provide an additional |evel of quality contro
for the project, and is strongly recomended by
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NAVFAC and USACE based on past experience.

For all Air Force and Army projects, retain the
bracketed statenent requiring USACE MIC validation
of laboratories.

EE R R R S I R R I R I R I I R S R R R O S R R I R I R R R R R R R

Provide | aboratory and testing facilities. Subnit accreditation of the
commer ci al | aboratory by an independent eval uation authority, indicating
conformance to ASTM C1077, including all applicable test procedures
identified in this specification. If multiple |aboratories are proposed,
identify which tests will be conducted by each. Submit accreditation
docunentation a mni num of 30 days before any specified testing is
performed. The | aboratories performng the tests are required to be
accredited in accordance with ASTM C1077, including ASTM C78/ C78l and
ASTM C1260. Provide current accreditation and include the required and
optional test nmethods, as specified. [In addition, all |aboratories
performng testing require USACE validation by the Material Testing Center
(MIC) for both parent |aboratory and on-site | aboratory. Validation on
all laboratories is required to remain current throughout the duration of
t he paving project. Request MIC | aboratory validation at
https://ntc.erdc.dren. ml/requestvalidation.aspx for costs and scheduling.
Contact the MIC Director at https//ntc.erdc.dren. m|/contact2. aspx with
guestions or additional information.]

.4.3.1 Aggregate Testing and M x Proportioning

Aggregate testing and m xture proportioning studies are required to be
performed by a commercial |aboratory.

.4.3.2 Accept ance Testing

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: While ASTM C31 and ASTM C192 al | ow use of
other materials for beam nplds, steel nolds are
required for flexural beam speci nens (ASTM C78).

EE R R R S I R R I R R I R S R R R S R R R S I R I R I R R R R R S R R

Provide all materials, labor, and facilities required for nolding, curing,
testing, and protecting test specinmens at the paving site and in the

| aboratory. Provide steel nolds for nolding the beam speci nens. Provide
on-site tenperature-controlled concrete curing facilities. Provide and

mai ntai n boxes or other facilities suitable for storing and curing the
speci mens at the paving site while in the nold within the tenperature
range stipul ated by ASTM C31/ C31N. [Provide flexural |oading equipnent in
accordance with ASTM C78/ C78NM [Provide conpressive | oadi ng equi pnent in
accordance with ASTM C39/ C39M. ]

.4.3.3 Paverment Quality Control Plan

Submit the Pavenent Quality Control Plan. The Pavenment Quality Control
Plan is specific to this specification and supplenents the overall Quality
Control Plan required by Section 01 45 00 QUALI TY CONTROL. Do not produce
portland cenent concrete pavenment for paynent until the Pavenment Quality
Control Plan has been approved. In the Pavenent Quality Control Plan
address all elenents which affect the quality of the pavenent incl uding,
but not linmted to:

a. Condition of underlying course
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Condi tion of adjacent pavenent and dowel s
St ockpi | e managenent and aggregate gradi ng
M x proportions and batchi ng operations
Transportation

Pl aci ng and consolidation

Pl aci ng dowel s [and tie bars]

Fi ni shing and texturing

Curing

Sawcutting Joints

CQC Testing and | nspection

Inclement / Hot / Cold Weather Pl ans

XU TToDQ "D Q0T

.4.3. 4 Laboratory | nspection

The Government will inspect all |aboratories requiring validation for

equi prent and test procedures prior to the start of any concreting
operations for conformance to ASTM CL077. Schedul e and provi de paynent
for |aboratory inspections. Additional paynent or a time extension due to
failure to acquire the required | aboratory validation is not allowed. The
| aboratory is to maintain this certification for the duration of the

proj ect.

4.4 Preconstruction Testing of Materials

Al sampling and testing is required to be perfornmed using an approved
conmercial laboratory or, for cenentitious nmaterials and chenica

adm xtures, a |aboratory nmaintained by the manufacturer of the materi al
Materials are not allowed to be used until notice of acceptance has been
given. Additional paynent or extension of time due to failure of any
material to nmeet project requirenments, or for any additional sanpling or
testing required is not allowed. Additional tests nay be perforned by the
CGovernnment; such Government testing does not relieve any required testing
responsibilities.

.4.4.1 Aggr egat es

Sanpl e aggregates in the presence of a Government Representative. Obtain
sanpl es representative of the materials to be used for the project in
accordance with ASTM D75/ D75Nh. Performall aggregate tests no earlier
than 6 months prior to test section construction.

.4.4.2 Chemi cal Adm xtures, Curing Conpounds and Epoxi es

At | east 30 days before the material is used, submt certified copies of
test results for the specific lots or batches to be used on the project.
Provide test results less than 5 years old prior to use in the work.

Ret est chem cal adm xtures that have been in storage for |onger than 6
nonths or that have been subjected to tenperatures outside of nanufacturer
requirenents. Reject if test results do not neet the Level 2 proof of
conpliance requirenments of ASTM C494/ CA94\.

.4.4.3 Testing of Cementitious Materials

Al materials referenced under paragraph CEMENTI TI QUS MATERI ALS will be
accepted on the basis of nanufacturer's certification of conpliance,
acconpanied by nmill test reports showing that the material in each

shi pnment neets the requirements of the specification under which it is
provided. Provide mll test reports no nore than 1 nonth old, prior to
use in the work. Do not use cenentitious materials until notice of
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acceptance has been given. Cenentitious naterials nay be subjected to
testing by the Government from sanples obtained at the mll, at transfer
points, or at the project site. |If tests prove that a cenentitious
materi al that has been delivered is unsatisfactory, pronptly renove it
fromthe project site. Retest cementitious material that has not been
used within 6 nonths after testing, and reject if test results do not neet
manuf act urer requirenents.

1.4.5 Testing During Construction

During construction, sanple and test aggregates, cenentitious nmaterials,
and concrete as specified herein. The Government will sanple and test
concrete and ingredient materials as considered appropriate. Provide
facilities and | abor necessary for procurenent of representative test

sampl es. Testing by the Government does not relieve the specified testing
requi renents.

1.4.6 Test Section

EE R R R S I R R R I R S R R R R R O S R R I R R R R R R R R

NOTE: If test section is not to be part of the
producti on pavenent area, delete the bracketed
sentence referring to test sections constructed as
part of production pavenent and production | ot
paynent .

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

1.4.6.1 CGener a

a. Schedule the test section after all required subnmittals and uniformty
testing has been revi ewed and approved. Performa preparatory neeting
bef ore comencing the test section.

b. Construct a separate test section for each placenent nethod (slipform
fixed form and hand placenment) proposed for use. Construct a separate
test section for each paver and each batch plant proposed for use.

c. Up to 15 days, but not nore than 60 days, prior to construction of the
concrete pavenment, construct a test section [near the job site, but
not as part of the production pavenent area.][as part of the
producti on paving area at an outer edge as indicated on the
drawi ngs.] Construct the pilot lane and fill-in [ ane test sections on
separ ate days using the approved m xture proportions. Aggregate
proportioning changes nmay be required due to specification
requi renents not being net.

d. Construct the test section matching the thickest pavenment section and
underlying structure required in the work. Use the sanme equi prent,
materials, and construction techni ques on the test sections as
proposed for use in all subsequent work. The underlying |ayers must be
revi ewed and approved by the Governnment prior to paving of the test
secti on.

e. Performunderlying | ayer preparation, concrete production, placing,
consolidating, texturing, curing, construction of joints, and al
testing in accordance with applicable provisions of this specification

f. Use the test sections to devel op and denonstrate the proposed
techni ques of m xing, hauling, placing, consolidating, finishing,
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texturing, curing, initial saw cutting, start-up procedures, sanpling,
testing nmethods, plant operations, and the preparation of the joints
for production paving. Report per requirenments of paragraph Reports as
the Test Section Paving Lot Report.

1.4.6.2 Pi |l ot Lane

Construct the test section consisting of one continuous paving | ane at

| east 130 nm 400 feet long and to the sane thickness as the thickest
portion of pavenent shown on the Drawi ngs. The test section may not
exceed 180 m 600 feet; all pavenment placed for the test section before or
after 130 m 400 feet of continuously acceptable placement nust be

renoved. Construct at the same lane width as that required for use in the
project. |If [keyed or ]dowel ed | ongitudinal construction joints are
required in any of the production paverments, install themfull |ength

al ong one side of the test |ane throughout the test section. [If both
keys and dowels are required, install each in half of the test section.]

1.4.6.3 Fill-1n Lane
Afill-in lane is defined as full wi dth concrete placenent using two
adj acent |anes as forms. Consider the first 130 m 400 feet of the initia
production fill-in lane as a test section for purposes of testing and
evaluation. Al requirements for the test section are applicable. Obtain
cores fromthe fill-in I ane side of the |longitudinal construction joint
with the pilot lane. No neasurenents will be required for |ongitudina

vertical faces that are against existing or recently placed panels.
Strai ght edge nmeasurenents are required across the joint per paragraph
Testing Met hod.

1.4.6.3.1 Alternative Placenent Method

I f proposed techniques includes alternative placement method resulting in
| anes with one free edge and one edge placed agai nst existing or new

paverment the first placement will be considered the fill-in [ane for test
section eval uati on purposes. The fill-in lane test section requirenents
in paragraph Fill-In Lane will apply to the first lane that is not a pilot
| ane. Test the free edge for all neasurenents required for a pilot |ane
and the encl osed edge with all measurenents for a fill-in |ane.

1.4.6.4 Testing and | nspection

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

NOTE: Subparagraph b. Air content |oss through the
paver is For Information Only, but required
information to be subnmitted within the Test Section
Lot Report.

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

a. Provide aggregate, fresh concrete, and hardened concrete sanpling and
testing in accordance w th paragraph Testing and | nspection by
Contractor and Table 17. Provide inspection of the hardened concrete
for surface snoot hness, plan grade, edge slunmp and joint face
deformation in accordance with the specifications. Provide a test
section report in accordance with paragraph Reports.

b. Provide sanpling and testing to determne the I oss of air content

t hrough t he pavi ng equi pnent. Sanples are to be obtained before and
after the paving equipnent along the vibrator path and in-between the
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vi brators. Obtain one sanple of the fresh concrete before the paving
equi pment has passed with material in the sublot. Once the paver has
passed, obtain two sanples of the in-place, plastic concrete to the
full depth of the placenment avoiding the underlying layer. Provide
stationing references for all sanples. Report this data in the Test
Section Lot Report. This testing is in addition to required testing
i n paragraph TESTI NG AND | NSPECTI ON FOR CONTRACTOR QUALI TY CONTRCL
DURI NG CONSTRUCTI ON and only required during the Test Section(s).

Adj ustments to air contents to neet the specified air content in
paragraph Air Content are only to be made based on measured air
contents before the paver has passed. Imediately fill voids
resulting fromsanple collection with freshly m xed concrete, strike
off, consolidate with an internal vibrator, and refinish.

c. No nore than three working days after conmpletion of the test sections,
procure, evaluate and nmeasure eight cores with a m ni mum di aneter of
150 mr 6 inches by full depth cut frompoints selected in the test
sections by the Governnent on a basis of two cores per sublot.
Eval uate cores in accordance w th paragraph EVALUATI ON OF CORES.
Measure cores in accordance with paragraph THI CKNESS.

.4.6.5 Accept ance of Test Section

a. Construct the test sections neeting the specification requirenents
i ncludi ng plastic and hardened concrete properties, surface texture,
t hi ckness, plan grade, snobothness, joint face deformati on, edge sl unp,
and plan joint alignnent.

b. Do not commence production paving until the results on aggregates and
concrete, including evaluation of cores, and all pavenment neasurenents
for edge slunmp, joint face defornmation, actual plan grade, surface
snoot hness, and thickness have been subnmitted and approved, and the
payment cal cul ati on has been submitted for information only. Renpve
test sections which do not neet specification requirenents and conduct
additional test sections, as required. If an acceptable test section
is unable to be constructed by slipformpaving, repair or replace the
sl i pform pavi ng equi prment, or conplete the paving using fixed-forms
and equi pnent as required by the specification. [Paverent accepted as
a production lot will be evaluated and paid as specified in PART 1
GENERAL. ]

4.7 Acceptability of Wrk

The materials and the paverment itself will be accepted on the basis of
production testing. The Governnent may make check tests to validate the
results of the production testing. |If the results of the production
testing vary by less than 2.0 percent of the Governnment's test results,
the results of the production testing will be used. |If the results of the
CGovernnment and production tests vary by 2.0 percent, but less than 4.0
percent, the average of the two will be considered the value to be used.

If these vary by 4.0 percent or nore, carefully evaluate each sampling and
testing procedure and obtain another series of Governnent and production
tests on duplicate sanples of material. |f these vary by 4.0 percent or
nore, use the results of the tests nmade by the Governnment and the
CGovernment will continue check testing of this itemon a continuous basis
until the two sets of tests agree within less than 4.0 percent on a
regul ar basis. Testing performed by the Governnent does not relieve the
specified testing requirenents.
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1.4.8 Accept ance Requirenents

1.4.8.1 Pavenent Lots

1

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Specify the lot size on the basis of vol une
of production. Select the |Iot size not to exceed 750
cubic nmeters 1000 cubic yards of concrete pavenent.
VWen the total job does not exceed 750 cubic neters
1000 cubic yards, the lot size becones the total

job. Edit the follow ng paragraphs accordingly. Do
not change termnology (for instance conputed
percent paynent, actual percent paynent).

EE R R R S I R I R I R I R S R R R R O S R R S R R R R R R R R

Alot is that quantity of construction to be evaluated for acceptance with
specification requirements. A lot is equal to production paving not to
exceed [750] [ ] cubic neters [1000] [ ] cubic yards. In order to
eval uate thi ckness, divide each ot into sublots not to exceed 190 cubic
neters 250 cubic yards. Perform grade deterninations on the lot as a
whol e. Perform surface snoot hness determ nations on every 0.1 km 0.1 mle
segnent in each lot. Select sanple |locations on a random basis in
accordance with ASTM D3665. [Areas of pavenent placed with hand met hods
are considered a separate | ot for evaluation. ]Wen operational conditions
cause a lot to be ternminated before the specified four sublots have been
conpl eted, use the follow ng procedure to adjust the |lot size and nunber
of tests for the lot. Were three sublots have been conpl eted, they
constitute a lot. \Where one or two subl ots have been conpl et ed,

i ncorporate theminto the next lot (except for the last lot), and the
total nunmber of sublots used and acceptance criteria adjusted accordingly.

.4.8.2 Eval uati on

Provide all sanpling and testing required for acceptance and paymnent

adj ustrment, including batch tickets with all required acceptance testing.

I ndi vi dual s perform ng sanpling, testing and inspection duties are
required to neet the requirenents of paragraph: Contractor Quality Control
Staff. The Governnment reserves the right to direct additional sanples and
tests for any area which appears to deviate fromthe specification

requi renents. Testing in these areas are in addition to the sublot or |ot
testing, and the requirenents for these areas are the sane as those for a
sublot or lot. Provide facilities, and where directed personnel, to
assi st in obtaining sanples for any Governnent testing.

5 Al RFI ELD PCC PAVI NG WORKSHOP

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: TSMCX provides airfield PCC pavi ng wor kshops
regardl ess of project managenent organi zation -
USACE, AFCEC or NAVFAC.

For USACE nanaged projects, review ER 1110-34-1
TRANSPORTATI ON SYSTEMS MANDATORY CENTER OF EXPERTI SE
and retain the foll owi ng paragraph i f deened a
Mandat ory Service or if the project devel opnment team
requests it as an El ective Service.

For AFCEC and NAVFAC managed projects, the bel ow
airfield asphalt paving workshop is optional
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Appropriate coordi nation with TSMCX, AFCEC, or
NAVFAC i s recommended prior to specifying the
airfield PCC paving workshop.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

USACE Transportation Systens Center will conduct a mandatory two day
paverment wor kshop in advance of the concrete paving for the Contractor and
his representatives for the m ni mum amount of tinme listed bel ow

Addi tional ly, personnel nmay attend any non-mandatory sessions on a
space-avail able basis. Contractor is to acquire a facility for the

wor kshop in the vicinity of the installation, or other appropriate

| ocation, as approved by the Governnent. Provide a facility that includes
at a mininum parking and seating for forty attendees, audio/visual wth
standard connections, including TV, projector, screen and any other itens
as required for display of digital presentations, and access to W-Fi.
Coordi nate schedule with the Governnent. Attendance requirenments apply to
each paving crew anticipated to be on the project. At a mninum the

foll owi ng attendees are required.

Proj ect Engi neer/Pavenent Engi neer: 2 days
Proj ect Superintendent: 2 days

Pavi ng Superintendent or Foreman(s): 2 days
ACl Transportation Inspector: 2 days

Quality Control Manager & Alternate(s): 2 days
Quality Control Testing Lab Technicians: 2 days
Pavi ng Machi ne Operator(s):2 days

Batch Pl ant Manager(s): 1 day

Sawi ng/ Seal i ng/ Contractor(s): 1 day.

PCC Aggregate Supplier: 1/2 day.

MIV Qperator(s): 2 days

X—™—oO0DQ T Q0T

(o2}

DELI VERY, STORAGE, AND HANDLI NG
.6.1 Bul k Cenentitious Materials

Provide all cenentitious materials in bulk at a tenperature, as delivered
to storage at the site, not exceeding 65 degrees C 150 degrees F. Provide
sufficient cementitious materials in storage to sustain continuous
operation of the concrete mxing plant while the pavenent is being

pl aced. Provide separate facilities to prevent any interm xing during

unl oadi ng, transporting, storing, and handling of each type of
cenentitious material

.6.2 Aggregate Materials

Store aggregate at the site of the batching and m xi ng pl ant avoi di ng

br eakage, segregation, interm xing or contam nation by foreign materials.
Store each size of aggregate from each source separately and allow the
fine aggregate and the snallest size coarse aggregate to drain. Provide a
mnimur 0.6 m 24 inch thick sacrificial |layer |left undisturbed for each
aggregate stored on ground or provide a paved or chemically stabilized
surface course beneath the stockpiles. Mintain sufficient aggregate at
the site at all tinmes to pernmit continuous uninterrupted operation of the
m xing plant at the tinme concrete pavenent is being placed. Do not allow
tracked equi pment on coarse aggregate stockpiles.
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1.6.3 O her Materials

Store reinforcing bars and accessori es above the ground on supports.
Store all materials properly to avoid contam nati on and deterioration

PART 2 PRODUCTS

EE R R R S I R I R I R I R S R R R R O S R R I R R R S R R R R O

NOTE: Coordi nate all product requirements with the

appropriate agency's Pavenents or Material s Engineer.
EE IR I Sk S I I S S S I R R R Rk I I S kS kR Sk Ik S S I R Sk I O

2.1 SYSTEM DESCRI PTI ON

This section is intended to stand al one for construction of concrete
paverent. However, where the construction covered herein interfaces with
ot her sections, construct each interface to conformto the requirenents of
both this section and the other section, including tolerances for both.

2.1.1 Sur f ace Snoot hness

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Edit these paragraphs as appropriate to the
project. If it is desired to restrict surface

snoot hness testing and eval uation to either

st rai ght edge nmethod or profil ograph nethod, retain
the one and delete the other; otherw se, retain both
as an option. Require use of the profil ograph

met hod for airfield taxiways and runways. Wen the
profilograph nethod is allowed, and there are areas
wi th dimensions | ess than 60 m (200 feet) in any
direction, retain the strai ghtedge nethod for these
short runs. Profilograph is typically used to
nmeasur e | ongitudi nal snoot hness and strai ghtedge for
transverse smoothness. Aircraft arresting systens
requi re strai ghtedge for |ongitudinal and transverse
snoot hness.

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

Use the profilograph nethod for all |ongitudinal testing, except for
pavi ng | anes less than 60 m 200 feet in length. Use the straightedge

nmet hod for transverse testing, for longitudinal testing where the |ength
of each pavenent lane is less than 60 nm 200 feet,[ within 60 m 200 feet
on both the approach and departure sides of an aircraft arresting gear,]
and at the ends of the paving limts for the project. Snpothness

requi renents do not apply over crowns, drainage structures, or sinilar
penetrati ons. Maintain detailed notes of the testing results and provide
a copy to the Governnent after each day's testing.

2.1.1.1 Strai ght edge Testi ng

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Retain first and third bracketed statenments
for airfield projects and delete the fourth
bracketed statenent. Retain second bracketed
statement for projects with an aircraft arresting
systenms. Retain fourth bracketed statenent for
roads and streets projects and delete first and
third bracketed statenents.
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Provi de the finished surfaces of the pavenents with no sudden change in

el evation or abrupt change of 6 mr 1/4 inch or nmore fromthe as-built

finished surface or face, and all pavenents within the limts specified

when checked with an approved 4 nm 12 foot strai ghtedge. Report

neasurenents to the nearest 2 mr 1/16 inch. [ Provide runways and

taxiways with a variation fromthe specified strai ght edge not greater than
3 mr 1/8 inch in the longitudinal direction and not greater than 6 nmr 1/4
inch in the transverse direction.][ Provide runway paverment within 60 m
200 feet on both the approach and departure sides of an aircraft arresting
gear with a variation in the longitudinal direction fromthe specified

strai ght edge not nore than plus or minus 3 nr 1/8 inch.][ Provide al

other airfield areas with a variation froma strai ght edge not greater than
6 mr 1/4 inch in either the [ ongitudinal or transverse direction.]

[ Provi de roads, streets, tank hardstands, vehicul ar parking areas, and

open storage areas with a variation fromthe specified straight edge not
greater than 6 mMm 1/4 inch in either the | ongitudinal or transverse
direction.]

.1.1.2 Profil ograph Testing

Provi de the finished surfaces of the pavenents with no sudden change in
el evation or abrupt change of 6 mm 1/4 inch or nore fromthe as-built
finished surface, and each 0.1 kn 0.1 nmile segnment of each pavenent | ot
with a Profile Index not greater than specified when tested with an
approved California-type profil ograph. [Provide runways and taxi ways with
a Profile index not greater than 110 mm per km 7 inches per mile in the

| ongi tudinal direction. Provide runway and taxiway transverse snoot hness
neasured with the strai ghtedge nethod and the strai ghtedge requirenents in
accordance with paragraph Strai ghtedge Testing. Provide all other
airfield areas with a Profile Index not greater than 140 mm per kmr 9
inches per mle in the longitudinal direction.] [Provide roads, streets,
tank hardstands, vehicul ar parking areas and open storage areas with a
Profile index not greater than 140 mm per km 9 inches per mle in the

| ongi tudi nal direction.]

.1.1.3 Bunps ("Must Grind" Areas)

Reduce any bunps ("must grind" areas) shown on the profil ograph trace or
by strai ghtedge nmeasurenents which exceed 10 mr 0.4 inch in height by

di anmond grinding in accordance with paragraph DI AMOND GRI NDI NG OF PCC
SURFACES bel ow until they do not exceed 7.5 mr 0.3 inch when retested.
Taper such dianond grinding in all directions to provide snooth
transitions to areas not requiring dianond grinding.

.1.1.4 Testing Met hod

After the concrete has hardened sufficiently to permt wal king thereon
but not later than 48 hours after placenent, test the entire surface of

t he paverment in each lot in such a manner as to reveal all surface
irregularities exceeding the tol erances specified above. |f any pavenent
areas are di anond ground, retest these areas inmediately after dianmond
grinding. Test the entire area of the pavenent in both a |ongitudinal and
a transverse direction on parallel lines. Performthe transverse |ines
4.5 m 15 feet or less apart, as directed. Performthe |ongitudinal |ines
at the 1/8th point in fromeach side of the |ane and at the centerline of
each paving | ane shown on the draw ngs, regardl ess of whether nultiple

| anes are allowed to be paved at the sane tine. Also test other areas
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havi ng obvi ous deviations. Performlongitudinal testing |ines continuous
across all joints. Performtransverse testing lines for pilot |anes
carried to construction joint lines and for fill-in lanes carried 600 nmr
24 inches across construction joints, and the readings in this area
applied to the fill-in lane. Perform straightedge testing of the

| ongi t udi nal edges of slipformed pilot |anes before paving fill-in |anes
as specified bel ow

.1.1.4.1 Strai ght edge Testi ng

Hol d the straightedge in contact with the surface and nove ahead one-hal f
the I ength of the straightedge for each successive neasurenent. Deternine
t he amount of surface irregularity by placing the freestandi ng (unl evel ed)
st rai ght edge on the pavenent surface and neasuring the maxi nrum gap between
t he strai ghtedge and the pavenment surface. Determnine nmeasurenents al ong
the entire length of the straight edge.

.1.1.4.2 Profil ograph Testing

Perform profil ograph testing using approved California profil ograph and
procedures described in ASTM E1274. UWilize electronic recording and
automatic conputerized reduction of data equi pnent to indicate
"must-grind" bunps and the Profile Index for each 0.1 km 0.1 mle segnent
of the paverment |lot. Accommpdate grade breaks on aprons [parking |ots] by
breaking the profile segnment into short sections and repositioning the

bl anki ng band on each section. Provide the "blanking band" of 5 mr 0.2
inch wide and the "bunp tenplate" span 25 mr 1 inch with an offset of 10
mr 0.4 inch. Count the profil ograph testing of the last 9.1 m 30 feet of
a paving lane in the longitudinal direction fromeach day's paving
operation on the followi ng day's continuation |ane. Conpute the profile
i ndex for each pass of the profilograph (3 per lane) in each 0.1 km 0.1
mle segnent. The profile index for each segnent is the average of the
profile indices for each pass in each segnent. Scale and proportion
profil ographs of unequal lengths to an equivalent 0.1 knm 0.1 nmile as
outlined in the ASTM E1274. Provide a copy of the reduced tapes or
digital record to the Governnent at the end of each day's testing.

1.2 Edge Sl unp and Joint Face Defornation
.1.2.1 Edge Sl unp

Provi de a nmaxi mum of 15.0 percent of each free edge of each pavenent panel
with a maxi nrum edge slunp of 6 mr 1/4 inch and none of the free edge of

t he pavenent lot with an edge slunp exceeding 9 nr 3/8 inch. (A pavenent
panel is defined as a lane width by the |l ength between two adjacent
transverse contraction joints. The free edge of the pavenment is the

i near neasurenment of pavenent panel edge originally constructed as
non- adj acent to any existing pavenent; for exanple, 30 nm 100 feet of pilot
| ane originally constructed as a separate | ane, would have 30 n 100 feet
of free edge on each side; 30 nm 100 feet of fill-in |ane would have no
free edge.) The area affected by the downward nmovenent of the concrete

al ong the pavenent edge is a maxi num of 450 mr 18 inches back fromthe
edge.

.1.2.2 Joint Face Deformation
Provide a vertical joint face with a surface within the maximumlimts

shown in Table 5. Provide the offset neasurenents fromall five Joint Face
Deformation Limits fromTable 5 at the specified testing frequency.

SECTION 32 13 14.13 Page 30



Properly reference al
| ane identification and stationing,
measur ement

after
t he report.

i's made.

recorded nmeasurenments in accordance with paving
and subnit a report within 10 days

Identify areas requiring replacenent within

TABLE 5

JO NT FACE DEFORMATION LIM TS

Ofset from
St rai ght edge

Ofset from
St r ai ght edge

Ofset from
St rai ght edge

Abrupt O f set
in Any

O fset of Joint
Face from True

Appl i ed Appl i ed Applied Top to |Direction (d) Vertical (e)
Longi tudinally |Longitudinally |Bottom Agai nst
to Pavenent to Vertical the Joint Face
Surface (a) Face (b) (c)
Airfield Paverent
3m1l/8 inch |6 nMm1/4 inch [9.5 mm 3/8 inch|{6 mMm 1/4 inch |8 mm per 100 nm 1

inch per 12 inches

Al O her

Pavenent

6 nm 1/4 inch

All

other itens same as airfield pavenent

(a) Measurenent

j oi nt

face deformation
line using the mnimum4 m12 foot
for each reading.

is taken by placing the straightedge longitudinally on the

pavenent surface 25 mm 1 inch fromthe free edge.
of the joint on a continuous line 25 mm 1 inch back fromthe
strai ght edge advanced one-hal f

Record the | ongi tudinal

j oi nt

its length

(b) Measurenent

def ormati on

center of the vertical

is taken by applying the straightedge |ongitudinally along the

joint face.
using the mnimm4 m212 foot
I ength for each reading.

Record the | ongitudinal
strai ght edge advanced one-hal f

joint face

its

f oot spacings.

spaced approxi mately equal

concrete face.

Record neasurenents at

(c) Measurenent places a 9.5 nm 3/8 inch spacer attached to a straightedge and
to the thickness of the concrete being neasured.
of fset fromstraightedge with spacers is neasured by placing the spacers agai nst
the top and bottom of the vertical

The

1.5 m5

(d) Check for abrupt offsets at any location that an abrupt change in the joint
face plane appears to be present through use of a 4 neter 12 foot straightedge.

(e) Measurenent of the offset fromthe joint face to a level in the true vertical
posi tion against the joint face. Record neasurenents at 1.5 m5 foot spacings.

.1.2.3 Edge Sl unp Determ nation

Test the pavenment surface to determ ne edge slunp imedi ately after the
concrete has hardened sufficiently to pernit wal king thereon. Perform
testing with a mininur 4 nm 12 foot straightedge to reveal irregularities
exceedi ng the edge slunp tol erance specified above. Determine the
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vertical edge slunp at each free edge of each slipforned paving | ane
constructed. Place the straightedge transverse to the direction of paving
and the end of the straightedge |located at the edge of the paving |ane.
Record neasurenents at 1.5 to 3.0 m 5 to 10 foot spacings, as directed,
conmenci ng at the header where paving was started. Initially record
neasurenents at 1.5 m 5 foot intervals in each |ane. Wen no deficiencies
are present after 5 neasurenents, the interval nmay be increased. The

maxi muminterval is 3.0 m 10 feet. Wen any deficiencies exist, return
the interval to 1.5 m 5 feet. Perform other tests of the exposed joint
face to produce a uniform true vertical joint face. Properly reference
all recorded nmeasurenents in accordance with paving | ane identification
and stationing, and submt a report within 10 days after neasurenent is
made. Identify areas requiring replacenent within the report.

.1.2.4 Excessi ve Edge Slunp or Joint Face Deformation

VWen edge slunp or joint face deformati on exceeding the lints specified
above is encountered on either side of the paving |lane, record additiona
st rai ght edge nmeasurenents to define the linear linmts of the excessive
slunp or joint face deformati on. Renove and replace concrete sl abs
havi ng excessive edge slunmp or joint deformation to the next transverse
joint in conformance wth paragraph REPAIR, REMOVAL AND REPLACEMENT OF
NEWY CONSTRUCTED SLABS. Discontinue use of slip-form paving equi pnent
and procedures that fail to consistently provide edges within the

speci fied tol erances on edge slunp and joint face deformati on and
construct by neans of standard pavi ng procedures using fixed forns.

.1.3 Pl an Grade

EE R R R S I R R I R I R I R S R R R R S R R I R R R S R R R R R

NOTE: Renpve Heavy-duty Pavenent other than
Airfields if no heavy-duty pavenents are included in
t he scope.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Wthin 5 working days after conpletion of a particular |ot, survey the
surface of the pavenent area for conformance with specified plan grade
requi renents. The grade will be determned by running |ines of |evels at
intervals corresponding to every |ongitudinal and transverse joint to
determ ne the elevation at each joint intersection. Resurvey any areas
corrected after initial survey.

TABLE 6

Pl an Grade Tol erances
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TABLE 6

Airfield Fi ni shed Surface Measurenents at Joint |ntersections
Pavenent s (after allowable corrections)
0-13nm 0- 0. 04 f oot Accept abl e, no Paynent
from desi gned Pl an Adj ust ment consi dered on
Grade grade neasurenents at these
Joint Intersections
13.1-19.5mm Cal cul ate Pl an Grade Pay
0.041-0.06 foot from |Adjustnment Factor per
desi gned Pl an G ade par agr aph Payment Adj ust ment
for Plan G ade
Greater than 19.5 mm |Renove and Repl ace affected
0.06 foot from Panel (s)
desi gned Pl an Grade
Heavy- Duty 0-19 mm 0-0. 06 foot Accept abl e, no Paynent
Pavenent s from desi gned Pl an Adj ust ment consi dered on
ot her than Grade grade neasurenents at these
Airfield Joint Intersections
Pavenent s
19.1-28.5 mm 0. 041 Cal cul ate Pl an Grade Pay
foot-0.09 foot from |Adjustnent Factor per
desi gned Pl an Grade par agr aph Paynent Adj ust nent
for Plan G ade
Greater than 28.5 mm |Renove and Repl ace affected
0.09 foot from Panel (s)
desi gned Pl an Grade

The above devi ations fromthe approved grade |ine and el evation are not
permtted in areas where closer conformance with the planned grade and

el evation is required for the proper functioning of appurtenant

structures. Provide finished surfaces of new abutting pavenments t hat
coincide at their juncture. Corrections within the tolerances of

paragr aph REPAI R, REMOVAL AND REPLACEMENT OF NEWLY CONSTRUCTED SLABS are
allowed to inprove the paynent adjustnment or to i nprove an unacceptabl e
surface to allow for a paynment adjustnent. Provide horizontal control of
the finished surfaces of all airfield pavenments that vary not nore than 13
mr 1/2 inch fromthe plan joint alignment indicated.

.1.3.1 Joi nt Ali gnnent

Provi de hori zont al
airfield pavenments.

Provi de survey points for the joint intersections.
control of the finished surfaces of al
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TABLE 7

Joint Alignnent Tol erances

Al Airfield Pavenents Hori zontal Measurenments of Joint Intersections (both
transverse and | ongitudinal joints)

0-13nMm 0-1/2 inch from Accept abl e
desi gned Jointing Plan

Greater than 13 nmm 1/2 inch |Renove and Repl ace affected
fromthe designed Jointing Panel (s)
Pl an

2.1. 4 Fl exural Strength

EE R R R S I R R I R I R I R S R R R R R S R R I R R R I R R R O

NOTE: Nornally, concrete for airfield pavenent is
proportioned and accepted on the basis of 90-day
flexural strength. |If it is desired to use 28-day
strength for design of airfield pavenment, obtain
witten approval fromthe TSMCX, AFCEC pavenent SME
or NAVFAC. Make the same changes if this is
concrete for road pavenent proportioned for 28-day
strength (no approval needed).

Use "Beans" Tailoring Option for projects with | ess
than 2,300 cubic neters 3,000 cubic yards of
airfield paving. For airfield or heavy duty

roads/ streets paving projects with nore than 2,300
cubic nmeters 3,000 cubic yards, choose the first
Option "Cylinders/Beant or the second Option "Beans"
for strength testing.

EE R R R S I R I R I R I R S R R R R R S R I R I R R R R R R R R

Each | ot of pavement will be evaluated for acceptance for flexura
strength in accordance with paragraph Sanpling and Testing and paragraph
Conput at i ons.

2.1.4.1 Sanpl i ng and Testing

For acceptance, obtain one conposite sanple of concrete from each subl ot
in accordance with ASTM C172/ C172N from one batch or truckl oad. Fabricate
and cure test cylinders 152 x 305 mr 6 x 12 inches in accordance with
ASTM C31/ C31NV, and test at 14 days in accordance with ASTM C39/ C39N. Test
two test cylinders per sublot (8 per lot).Fabricate and cure test beans
152 x 152 nr 6 x 6 inches in accordance with ASTM C31/C31lV;, and test at 14
days in accordance with ASTM C78/ C78N. Test two beans per sublot (8 per
lot).

2.1.4.2 Conput at i ons
Average the eight 14-day strength tests for the lot. Use the average

strength in accordance with paragraph Concrete Strength For Fina
Accept ance.
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2.

1.5 Thi ckness

Each | ot of pavement will be evaluated for acceptance and paynent
adjustment in accordance with the follow ng procedure. Drill two cores,
bet ween 100 and 150 mr 4 and 6 inches in dianeter, fromthe pavenent, per
sublot (8 per lot). ©Drill the cores within 3 days after |ot placenent,
fill the core holes with an approved concrete patching m xture, and
respray the cored areas with curing conpound. Prevent the core hole from
drying or danage until backfilled. Conplete backfillng of core hole during
t he subsequent production placenment or within 5 cal endar days, whichever
occurs first. Record eight neasurenents of thickness around the

ci rcunference of each core and one in the center, in accordance with

ASTM C174/ C174N. Provide the results with the thickness nmeasurenent data.
Average the pavenent thickness fromthe 8 cores for the | ot and eval uate
as described in paragraph Payment Adjustment For Thi ckness above.

.1.6 Eval uati on of Cores

Record and subnit testing, inspection, and eval uati on of each core for
nortar-rich surface, uniformty of aggregate distribution, segregation
voi ds, cracks, and depth of reinforcenent or dowels (if present). Mbisten
the core with water to visibly expose the aggregate and take a m ni mum of
t hree phot ographs of the sides of the core's entire length, rotating the
core approxi nately 120 degrees between photographs. Provide photographs
with the clarity and quality to identify the defects identified above.
Each core is to be identified on the top with the core nunber referenced
to paving lot plan view Photograph the core against a contrasting
background, in profile, and with an extended tape nmeasure parallel and to
the right of the core with increnental neasurenents clearly visible.
Provi de plan view of l|ocation for each core. Store the cores and nake
avai |l abl e to the Governnment when requested, until otherw se directed.

1.7 Di amond Gri ndi ng of PCC Surfaces

Those perform ng dianond grinding are required to have a mininumof three
years experience in dianmond grinding of airfield pavenents. |In areas not
neeting the specified limts for surface snoothness and plan grade, reduce
hi gh areas to attain the required snoot hness and grade, except as depth
and surface area is Iimted below Reduce high areas by di anond gri ndi ng
t he hardened concrete with approved equi pment after the concrete is at a
m ni mum age of 14 days. Provide

di anmond grindi ng equi pnent capable of cutting a path a mininumof 0.9 nm 3
feet wide. Equip the cutting head with saw bl ades that are 3 nm 1/8-i nch
wi de with sufficient number of blades to create grooves between 2 nm and
3.5 mr 0.090-i nches and 0. 130-i nches wi de and peaks and ri dges
approximately 1 mr 1/32-inch higher than the bottom of the grinding cut.

Di anond grindi ng equi pnment that causes ravels, aggregate fractures, spalls
or disturbance to the joints is not pernmitted. The nmaxi num area corrected
by di anond grinding the surface of the hardened concrete is 10 percent of
the total area of any sublot. The naxi mum depth of dianmond grinding is 6
mr 1/4 inch. Provide dianmond grindi ng equi pnent capabl e of flushing and
vacuum ng the pavenent surface. Dispose of all debris from di anond
grindi ng operations off Governnent property, |eaving the surface of the
paverment in a clean condition. Prior to dianond grinding, subnmt a

Di amond Grinding Plan for review and approval. At a mininum include the
daily reports for the deficient areas, the |ocation and extent of
deficiencies, corrective actions, and equi pnent. Renpbve and repl ace al
paverment areas requiring plan grade or surface snmoothness corrections in
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excess of the limts specified above in confornance with paragraph REPAIR
REMOVAL AND REPLACEMENT OF NEWLY CONSTRUCTED SLABS. Repair aggregate
popout s using the core and patch nethod of paragraph REPAI RI NG SPALLS
ALONG JO NTS. [Retexture pavenent areas given a wire conb, tined texture,
or areas exceeding 2 square neters 25 square feet that have been corrected
by di anond grindi ng transverse grooves using an approved groovi ng nmachi ne
of standard nanufacture. Provide grooves that are 6 nmr 1/4 inch deep by
6 mr 1/4 inch wide on 37 mr 1-1/2 inch centers and carried into, and
tapered to zero depth within the non-corrected surface, or match any

exi sting grooves in the adjacent pavenent. ]All areas in which dianond
grindi ng has been performed are subject to the thickness tol erances

speci fied in paragraph Thi ckness, above.

Prior to production dianond grinding operations, performa test section at
t he approved location. Performa test section that consists of a m ninmm
of two adj acent passes with a mnimumlength of 12 m 40 feet to all ow

eval uation of the finish, transition between adjacent passes, and the
results of crossing a transverse joint. Production dianond grinding
operations are not to be perfornmed prior to approval.

2 CEMENTI TI QUS MATERI ALS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Edit these paragraphs as appropriate for the
particular project. Obtain guidance for use of
cenentitious materials fromthe Pavement Materials
engi neer or fromthe TSMCX, AFCEC pavenent SMg, or
NAVFAC, especially for areas subject to

al kal i -aggregate reactivity, or sulfate attack

When sul fate bearing soil or water is encountered
specify Type Il cement for nobderate sulfate
concentration and Type V cenment for high
concentration and consider requiring use of fly ash
or slag cenment for partial replacenment. Do not
specify Type | or IIl cenent. See UFC 3-250-04 for
gui dance. Specify linmt on early stiffening
(a.k.a.false set) if it is a problemin the area

Do not specify Type Il cenent unless accel erated
paving is involved and then only after |aboratory
m xture proportioning studies and tests during the
desi gn stage of the project.

EE R R R S I R I R R I R S R R R R S R R I R R R S R R S R R

Provi de cenentitious materials consisting of portland cenment, [Dblended
cenent] or portland cenent in conmbination with supplenmentary cenentitious
materials (SCM, that conformto appropriate specifications |isted bel ow
New submittals are required when the cenentitious materials sources or
types change.

2.2.1 Portl and Cenent

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: ASTM C 150 has del eted the option to specify
low al kali cenent. To nmitigate ASR, current
practice (ASTM C 1778) is to linmt the total alkalis
in the concrete mxture as addressed in paragraph

M xture Proportions Conposition
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O
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Provi de portland cenent conformng to ASTM CL150/ C150N, Type [I] [II] [V],
[including the Optional Physical Requirements for early stiffening].
[Provide Type Il cenent only in the follow ng | ocations [ 1.1

2.2 Bl ended Cenents

EE R R R S I R I R I R I R S R R R R O S R R I R R R S R R R R O

NOTE: Portland cenent blended with |limestone up to
15 percent by mass of the bl ended cenent is
accept abl e.

When sul fate bearing soil or water is encountered
speci fy ASTM C150 Type |l cenent and ASTM C595 Type
I X (M5) bl ended cement for noderate sulfate
concentration; specify ASTM C150 Type V and ASTM
C595 Type I X (HS) for high concentration and
consider requiring use of fly ash or slag cenent for
partial replacenent.

EE R R R S I R R R I R S R R R R R O S R R I R R R R R R R R

Provi de bl ended cenent conform ng to ASTM C595/ C595l, Type IP, IS, or IL
[with [(MS)] [(HS)] designation]. Provide pozzolan added to the Type IP
bl end consisting of ASTM C618 Class F or Cass N and that is interground
with the cenent clinker. Include a witten statement fromthe

manuf acturer that the anpbunt of pozzolan in the finished cenent does not
vary nore than plus or minus 5 mass percent of the finished cement from
lot tolot or within a lot. Provide |inestone added to the Type IL bl end
that is interground with the cement clinker. Include a witten statenent
fromthe manufacturer that the amount of |inestone in the finished cenent
does not vary nore than plus or mnus 2.5 nmass percent of the finished
cenent fromlot to lot or within a lot. Linmt the percent of slag,
pozzol an, or linestone to a maxi mum of 1S(50), I1P(35) or IL(15). The
percentage and type of mneral adm xture used in the blend is not all owed
to change fromthat submtted for the aggregate eval uation and m xture
proportioning.

.2.3 Pozzol an

.2.3.1 Fly Ash

EE R R R S R R I R I R I R S R R S R I R S I R I R I R R R R R I R R R

NOTE: Cdass Cfly ash is not permtted for paving
concrete.

Use loss on ignition not exceeding 3 percent for
frost areas to reduce carbon interference with air
entrai ni ng admi xture.

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

Provide fly ash that confornms to ASTM C618, Class F, including the
optional requirement for uniformty with a loss on ignition not exceeding
[3] [6] percent. Provide Class F fly ash for use in mitigating

Al kali-Silica Reactivity with a total equivalent alkali content |ess than
4 percent.

.2.3.2 Raw or Cal ci ned Natural Pozzol an

Provi de natural pozzolan that is raw or cal cined and conforms to ASTM C618,
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Class N, including the optional requirement for uniformity with a | oss on
ignition not exceeding [3] [6] percent. Provide Cass N pozzolan for use
in mtigating Alkali-Silica Reactivity with a total equivalent alkali
content |less than 4 percent.

2.2.3.3 Utra Fine Fly Ash and Utra Fine Pozzol an

Provide Utra Fine Fly Ash (UFFA) and U tra Fine Pozzol an (UFP) that
conforms to ASTM C618, Class F or N, and the follow ng additional
requirenents:

a. The strength activity index at 28 days of age of at |east 95 percent of
t he control specinens.

b. The average particle size is a maxi mumof 6 nicrons.

2.2.3.4 Silica Fune

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

NOTE: Use Silica Funme only for OCONUS projects
where Class F fly ash and slag cenent are not

avail able, and with witten approval fromthe TSMCX,
AFCEC pavenent SME, or NAVFAC. |If not applicable,
del ete this paragraph here and where encountered

t hr oughout the renainder of this section.

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

[Provide silica fune that conforms to ASTM C1240, including the optional
[imts on reactivity with cenent alkalis. Provide silica fume as a dry,
densified material or as a slurry. Provide the services of a

manuf acturer's technical representative, experienced in mxing,
proportioning, placenent procedures, and curing of concrete containing
silica fune, at no expense to the Governnent. This representative is
required to be present on the project prior to and during at |east the
first 4 days of concrete production and pl acenent using silica fume.]

2.2. 4 Sl ag Cenent

Provi de sl ag cenent (ground-granul ated bl ast-furnace slag) that conforns
to ASTM C989/ C989l, Grade 100 or G ade 120.

2.2.5 Suppl ementary Cenentitious Materials (SCM Content

EE R R R S I R I R R I R S R R R R S R R I R R R S R R S R R

NOTE: Use first bracketed sentence for Navy
projects. Use second bracketed sentence for
Arnmy/ Air Force projects.

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

[Provide a concrete mix that contain one of the SCMs listed in Table 6
within the range specified therein, whether or not the aggregates are
found to be reactive in accordance w th paragraph ALKALI SILICA
REACTIVITY.][Use of one of the SCMs |listed belowis optional, unless the
SCMis required to mtigate ASR  The use of SCMs is encouraged in
accordance with Section 01 33 29 SUSTAI NABI LI TY REQUI REMENTS AND

REPORTI NG. ]
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TABLE 8

SUPPLENMENTARY CEMENTI TI OUS MATERI ALS CONTENT

Suppl enentary Cenentitious Material M ni mum Cont ent Maxi mum Cont ent
(percent) (percent)

Class N Pozzolan and Class F Fly Ash

Si2 + Al2A8 + Fe2O3 > 70 percent 25 35
Si2 + Al2Q3 + Fe2O3 > 80 percent 20 35
Si2 + A12Q3 + Fe2O3 > 90 percent 15 35
UFFA and UFP 7 16
Sl ag Cenent 40 50
[Silica Fune] [7] [ 10]

2.3 AGCREGATES

EE R R R S I R I R R I I O I R R R R O S I R R I R R R R R S R R R

NOTE: During the design stage, research the

avai l ability of aggregate sources capabl e of

conformng with the project specifications.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O
Provi de aggregates neeting the requirements of this specification. |If
aggregate sources in the project area do not nmeet the requirenents of this
specification, provide aggregates from sources outside the project area.

2.3.1 Aggr egat e Sour ces

2.3.1.1 Durability of Coarse Aggregate

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

NOTE: Use first bracketed paragraph for Arny and Air
Force; use the second bracketed paragraph for Navy
proj ects.

Subject to witten approval by the Corps of

Engi neers Transportati on Systenms Center (TSMCX), the
Air Force Givil Engineer Center (AFCEC) pavenent

Subj ect Matter Expert (SME), or Naval Facilities
Engi neeri ng Systems Command ( NAVFAC), the second

par agraph can be specified for projects in
negligi bl e weat hering areas, as defined by ASTM C
33, Figure 1.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

[Provide aggregate with a satisfactory service record in freezing and
thawi ng of at |east 5 years successful service in three concrete paving
projects. Include a condition survey of the existing concrete and a review
of the concrete-nmaking materials, including coarse aggregates, cenent, and
m neral adm xtures in the service record. Consider the previous aggregate
source and test results, cenent mll certificate data, mneral adm xture
chemi cal and physical conposition, and the m x design (cenent factor and
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wat er-cenentitious material ratio) in the review Provide service record
perfornmed by an independent third party professional engineer
petrographer, or concrete materials engineer along with their resumne.

I ncl ude phot ographs and a witten report addressing D-cracks and popouts
in accordance with ACI 201.1R in the service record. Provide coarse
aggregate with a durability factor of 80 or nore when subjected to
freezing and thawi ng of specinmens prepared in accordance with

ASTM C1646/ C1646N and tested in accordance with ASTM C666/ C666l, Procedure
A, when a coarse aggregate size group or source proposed for use does not
have a satisfactory denonstrable service record. Test all coarse
aggregate size groups and sources proposed for use individually.]
[Evaluate and test all fine and coarse aggregates to be used in al
concrete for durability in accordance with ASTM C88. Provide fine and
coarse aggregates with a nmaxi num of 18 percent | oss when subjected to 5
cycl es using Magnesium Sul fate or a maxi num of 12 percent |oss when
subjected to 5 cycles if Sodium Sulfate is used.]

.3.1.2 Al kali-Silica Reactivity

Eval uate and test fine and coarse aggregates to be used in all concrete
for alkali-aggregate reactivity. Test all size groups and sources
proposed for use individually.

a. Evaluate the aggregate size groups and sources separately using
ASTM C1260. Reject individual aggregates with test results that
i ndi cate an expansion of greater than 0.08 percent after 28 days of
i Mmersion in 1IN NaOH sol ution, or perform additional testing as
follows: utilize the proposed portland cenment, blended cenment, and
SCM or LithiumNtrate in conbination with each individua
aggregate. If only SCMs are being evaluated, test in accordance with
ASTM C1567. |If LithiumNtrate is being evaluated, with or without
SCMs, test in accordance with COE CRD-C 662. Determ ne the quantity
that nmeets all the requirements of these specifications and that
| owers the expansion equal to or |less than 0.08 percent after 28 days
of imrersion in a 1N NaOH solution. Base the nixture proportioning on
t he hi ghest percentage of SCMrequired to mtigate ASR-reactivity.

b. If any of the above options does not |ower the expansion to | ess than
0.08 percent after 28 days of imrersion in a 1N NaCH solution, reject
t he aggregate(s) and submt new aggregate sources for retesting.
Submit the results of testing for evaluation and acceptance.

.3.1.3 Conbi ned Aggregate G adation

In addition to the grading requirenents specified for coarse aggregate and
for fine aggregate, provide the conmbi ned aggregate gradi ng neeting the
foll owi ng requirenents:

a. Provide naterials selected and the proportions used such that when the
Coar seness Factor (CF) and the Workability Factor (W) are plotted on
a di agram as described in d. below, the point and its associ ated
production tol erance thus deternmined falls within the parall el ogram
described therein. Refer to TSPWs M 3-250-04.97-05 for conbi ned
aggregate plot locations for the intended placenent technique(s).

b. Determne the Coarseness Factor (CF) fromthe foll ow ng equation

CF = (cumul ative percent retained on the 9.5 mm si eve) (100)
(cumul ative percent retained on the 2.36 nm sieve)CF =
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2. 3.

2

(cumul ative percent retained on the 3/8 inch sieve)(100)
(cumul ative percent retained on the No. 8 sieve)

The Workability Factor (W) is defined as the percent passing the 2. 36
nr No. 8 sieve based on the conbi ned aggregate gradation. Adjust the

WF, prorated upwards only, by 2.5 percentage points for each 56 kg per
cubic nmeter 94 pounds per cubic yard of cenentitious material greater

than 335 kg per cubic neter 564 pounds per cubic yard.

Pl ot a diagramusing a rectangular scale with WF on the Y-axis with
units from20 (bottonm) to 45 (top), and with CF on the X-axis with
units from80 (left side) to 30 (right side). On this diagram plot a
paral | elogramwith corners at the foll owi ng coordi nates (CF-75,

WF-28), (CF-75, WF-40), (CF-45, Wk-32.5), and (CF-45, W-44.5). |If
the point determ ned by the intersection of the computed CF and W
does not fall within the above parallelogram revise the grading of
each size of aggregate used and the proportions selected as necessary.

Pl ot the associated production tolerance limts, identified in Table
17, around the CF and adjusted W point.

Coar se Aggregate

2.3.2.1 Coar se Aggregate Conposition

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

NOTE: Crushing gravel tends to inprove quality and
bond characteristics and generally results in higher
flexural strength of concrete. Wen desirable to
limt coarse aggregate to crushed materials, nodify
t hi s paragraph appropriately.

For Vertical Landing Pads, V-22 parking positions
and ot her areas subject to very high tenperatures
and jet blast, use UFGS 32 13 13.43 H GH TEMPERATURE
CONCRETE PAVI NG FOR Al RFI ELDS USI NG LI GHTWVEI GHT AND
TRAPROCK AGGREGATES

Do not, under any conditions, permt use of stee
furnace slag for any aggregate. (It is markedly
different fromiron blast furnace slag.)

In power check pads, the high tenperatures fromjet
bl ast can cause distress in aggregates in the
concrete. Include bracketed itemif power check
pads are to be constructed. |If no service record is
avai |l abl e, make a | ab study of avail abl e aggregates.
Only basalt is permtted on Navy projects.

G ve special attention to aggregates proposed for
conpass calibration pads. Do not use aggregates

wi th magnetic properties, such as, but not linmted
to, magnetite in granites, high-iron mnerals in
traprock, pyrite in linestone, and free iron or iron
oxide in slag. Wen the paving of conpass
calibration pads is required, add the bracketed item
concerni ng compass pads as additional requirenments
for coarse and fine aggregates.
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Retai n the bracketed requirenent for washi ng coarse
aggregate if aggregates in the area require it. Add
the requirenent to use a | og washer or ot her

speci fic equi pnent if experience in the area shows
the need. Delete if not needed. It is pernissible
to list certain aggregate sources that do not
require washing, if that is appropriate. Make this
deci si on during preparation of specifications; do
not make the Resident Engi neer decide after award if

aggregates need to be washed.
EE IR I Sk S I I S S S I R R R Rk I I S kS kR Sk Ik S S I R Sk I O

Provi de coarse aggregate consisting of crushed or uncrushed gravel,
crushed stone, [crushed adequately seasoned air-cool ed iron blast-furnace
slag; steel furnace slag is not pernmitted,] or a conbination thereof.

[ Provi de aggregate used for paving compass calibration hardstands free of
mat eri al s havi ng undesirabl e magnetic properties, including nagnetite in
granite, high-iron minerals in traprock, and pyrite in |inestone.

][ Provi de coarse aggregate for paving power check pads consisting of

i mestone, dolomte, basalt or other approved |lowsilica content aggregate
whi ch do not cause thermal distress fromjet blast.] Provide aggregates,
as delivered to the nixers, consisting of clean, hard, uncoated particles
nmeeting the requirements of ASTM C33/ C33lV except as specified herein

[ Provi de coarse aggregate that has been washed sufficient to renpove dust
and other coatings.] [Provide coarse aggregate that has been cl eaned by
processing with an approved | og washer.] [Provide iron blast-furnace slag
conformng to the grading to be used in the concrete with a conpact
density of not less than 1125 kg per cubic neter 70 | b per cubic foot
determ ned in accordance with ASTM C29/ C29V]. Provi de coarse aggregate
with no nore than 40 percent | oss when subjected to the Los Angel es
abrasion test in accordance with ASTM C131/C131N. Provide coarse
aggregates with a maxi mum sodi um sul fate soundness | oss of 12 percent, or
wi th a magnesi um sul fate soundness | oss of 18 percent after five cycles
when tested in accordance with ASTM C88.

2.3.2.2 Particle Shape Characteristics

Provide particles of the coarse aggregate that are generally spherical or
cubical in shape. The quantity of flat particles and el ongated particles
in any size group coarser than the 9.5 nmr 3/8 inch sieve are not all owed
to exceed 20 percent by weight as determined by the Flat Particle Test and
the Elongated Particle Test of ASTM D4791, Method A. A flat particle is
defined as one having a ratio of width to thickness greater than 3; an

el ongated particle is one having a ratio of length to width greater than 3.

2.3.2.3 Si ze and G ading

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

NOTE: Aggregate quality requirenments are not
allowed to be reduced or elimnated for airfield
projects. Use nom nal nmaximum size of 37.5 nmr 1-1/2
i nch (ASTM C33 si ze nunber 4) for airfield
paverments. Subject to witten approval of the
TSMCX, AFCEC pavenent SME, or NAVFAC, a 25 nm 1-inch
nom nal maxi mum size may be used to avoid durability
probl ens associated with sone |arger size

aggregate. For thin bonded overlays, limt the

nom nal maxi mum size to | ess than one-third of the
uni form overl ay thickness (not including |eveling
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portion). For projects with Iess than 7,650 cubic
neters 10,000 cubic yards of airfield pavenent,

del ete the second bracketed statenent. For projects
with 7,650 cubic nmeters 10,000 cubic yards or nore
of airfield pavenent, delete the first bracketed

st at enent .

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

Provi de coarse aggregate with a nom nal maxi num size (as defined in

ASTM C125) of [37.5] | ] mv [1.5] [ ] inches with a m ni mum of 10
percent retained on the [25] mr [1.0] inch sieve of the proposed conbi ned
aggregate gradation that neets the criteria of paragraph COVBI NED
AGCGREGATE GRADATION. [Grade and provide the coarse aggregates in a

m ni mum of two size groups neeting the individual grading requirenents of
ASTM C33/C33N, Size No. 4 ( 37 mqmto 19 nr 1.5 inches to 0.75 inch) and
Size No. 67 (19 mMmmto No. 4 0.75 inch to No. 4). A third coarse aggregate
size group may be required to neet the criteria of paragraph Conbi ned
Aggregate Gradation.] |[Grade and provide the coarse aggregates in a

m ni mum of three size groups. The ASTM C33/ C33l, Size Number 4 coarse
aggregate (37.5 mmto 19.0 m1.5 inches to 0.75 inch) neets the 37.5 mv
1.5 inches requirenent. The ASTM C33/C33M Size Number 67 (19.0 mmto 4.75
m0.75 inch to No. 4) is a common nedi um coar se aggregate. ]

M x designs that include a mininumof three coarse aggregate size groups
can use grading limts not defined by ASTM C33/ C33N provided all other
requirenents are nmet. Provide upper and lower grading limts of historic
gradations and for all proposed coarse aggregates not defined by

ASTM C33/ C33N but intended for use in the mx design.

2.3.2.4 Del eterious Materials - Airfield Pavenents

EE R R R I R R R R I R S R R R R O S R R S I R R R R R S R R R R

NOTE: Include these del eterious materi al
requirenents for airfield paving projects only,
otherwi se, delete. 1In Table 7A select col ums
showi ng appropri ate percentage by weight in
accordance with the following. Delete the

i napplicable colum in the table and the headi ng of
t he col um used.

Weat her Severity|Air Freezing Index |Average Precipitation
Col dest Year in 30 |for any Single Mnth
(a) During the Freezing
Peri od
Moder at e 500 or |ess Any Amount
Moder ate (b) 501 or nore Less than 25 mm 1 inch
Severe 501 or nore 25 m 1 inch or nore

(a) Calculated as described in UFC 3-130-01. See ASTM
C33/C33M for sinmplified map of CONUS weat her severity.
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Weat her Severity|Air Freezing Index |Average Precipitation
Col dest Year in 30 |for any Single Mnth
(a) During the Freezing
Peri od

(b) In poorly drained areas, the weather must be
consi dered severe even though the other criteria indicate a
rating of noderate.

(c) For Navy projects, select "Severe Wather" colum of
Table 5. Delete "Mderate Weather"” and associated limts.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

The armount of deleterious material in each individual size group and
source of coarse aggregate is not allowed to exceed the Iimts shown in
Tabl e 7A bel ow, determined in accordance with the test methods shown.

TABLE 9A

LIMTS OF DELETERI OQUS MATERI ALS | N COARSE AGGREGATE FOR Al RFI ELD PAVENMENTS
Per cent age by Mass

Materials (h) Severe Mbder at e
Weat her Weat her

Clay lumps and friable particles 0.2 0.2
(ASTM C142/ C142M
Shal e (a) (ASTM C295/ C295M) 0.1 0.2
Material finer than 0.075 nm No. 200 sieve (b) ( 0.5 0.5
ASTM C117)
Li ghtwei ght particles (c) 0.2 0.2
(ASTM C123/ C123M
Clay ironstone (d) (ASTM C295/ C295N) 0.1 0.5
Chert, cherty stone, and other aggregates (less than 0.1 0.5

2.40 Sp. G.) (e)
(ASTM C123/ C123M and ASTM C295/ C295M)

Cl aystone, nudstone, and siltstone (f) ( 0.1 0.1
ASTM C295/ C295M)

Shaly and argillaceous |inestone (Qg) 0.2 0.2
(ASTM C295/ C295M)

O her soft particles (COE CRD-C 130) 1.0 1.0
Total of all deleterious substances exclusive of 1.0 2.0

material finer than 0.075 nm No. 200 sieve
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TABLE 9A

LIMTS OF DELETERI QUS NVATERI ALS | N COARSE AGGREGATE FOR Al RFI ELD PAVEMENTS

Per cent age by Mass

Materials (h) Severe Mbder at e
Weat her Weat her

(a) Shale is defined as a fine-grained, thinly lam nated or fissile sedinmentary
rock. It is commonly conposed of clay or silt or both. It has been indurated by
conpacti on or by cenmentation, but not so much as to have becone sl ate.

(b) Limt for material finer than 0.075 mm No. 200 sieve is allowed to be
increased to 1.5 percent for crushed aggregates if the fine naterial consists of
crusher dust that is essentially free fromclay or shale. Use XRD or other
appropriate techni ques as determ ned by petrographer to quantify anount and
justify increase.

(c) Test with a separation mediumwith a density of Sp. G. of 2.0. This limt
does not apply to coarse aggregate manufactured from bl ast-furnace sl ag unl ess
contam nation is evident.

(d) day ironstone is defined as an inmpure variety of iron carbonate, iron oxide,
hydrous iron oxide, or conbinations thereof, comonly mxed with clay, silt, or
sand. It commonly occurs as dull, earthy particles, honbgeneous concretionary
masses, or hard-shell particles with soft interiors. her nanes comonly used
for clay ironstone are "chocol ate bars" and linonite concretions.

(e) Chert is defined as a rock conposed of quartz, chal cedony or opal, or any
m xture of these fornms of silica. It is variable in color. The texture is so
fine that the individual mneral grains are too small to be distinguished by the
unai ded eye. Its hardness is such that it scratches glass but is not scratched
by a knife blade. It may contain inpurities such as clay, carbonates, iron
oxides, and other minerals. Cherty stone is defined as any type of rock
(generally linestone) that contains chert as | enses and nodul es, or irregular
masses partially or conpletely replacing the original stone. Oher aggregates
consi st of obsidian, ash tuff, and pal ygorskite.

(f) daystone, nudstone, or siltstone, is defined as a massive fine-grained
sedi nentary rock that consists predomnantly of indurated clay or silt wthout
lam nations or fissility. It may be indurated either by conpaction or by
cenment ati on.

(g) Shaly linestone is defined as |linmestone in which shale occurs as one or nore
thin beds or |am nae. These |am nae may be regular or very irregular and may be
spaced froma few inches down to minute fractions of an inch. Argillaceous
limestone is defined as a limestone in which clay mnerals occur dissemnated in
the stone in the amobunt of 10 to 50 percent by weight of the rock; when these
make up from50 to 90 percent, the rock is known as cal careous (or dolomtic)
shal e (or claystone, nudstone, or siltstone).
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TABLE 9A

LIMTS OF DELETERI QUS MATERI ALS | N COARSE AGGREGATE FOR Al RFI ELD PAVEMENTS
Per cent age by Mass
Materials (h) Severe Mbder at e
Weat her Weat her

(h) Performtesting in accordance with the referenced test nethods, except use
the m ni num sanpl e si ze specified bel ow

2.3.2.5 Testing Sequence for Deleterious Materials in Coarse Aggregate -
Airfields Only

No extension of tine or additional paynment due to any del ays caused by the
testing, evaluation, or personnel requirenments is allowed. The m nimum
test sample size of the coarse aggregate is 90 kg 200 pounds for the 19 nm
3/4 inch and | arger maxi mum size and 12 kg 25 pounds for the 4.75 to 19 nm
No. 4 to 3/4 inch coarse aggregate. Provide facilities for the ready
procurenent of representative test sanples. The testing procedure on each
sanpl e of coarse aggregate for conpliance with linmts on del eterious
materials is as foll ows:

Step 1: Wash each full sanple of coarse aggregate for material finer
than the 0.075 mr No. 200 sieve. Discard material finer than the
0. 075 nr No. 200 sieve.

Step 2: Test remaining full sanple for clay lunps and friable
particles and renpve.

Step 3. Test remaining full sample for chert and cherty stone with
SSD density of less than 2.40 specific gravity. Renove |ightweight
chert and cherty stone. Retain other naterials |ess than 2.40
specific gravity for Step 4.

Step 4: Test the materials less than 2.40 specific gravity from Step
3 for lightweight particles (Sp. GR 2.0) and renpbve. Restore other
materials | ess than 2.40 specific gravity to the sanmple.

Step 5: Test remmining sanple for clay-ironstone, shale, claystone
nmudst one, siltstone, shaly and argillaceous |inestone, and renove.

Step 6: Test a mininumof one-fifth of remaining full sanple for
ot her soft particles.

2.3.2.6 Del eterious Material - Heavy Duty Pavenents

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use this paragraph only for heavy-duty
pavenents, roads, streets, and parking lots for

vehi cul ar and tracked traffic identified in the PART
1 GENERAL Note. Oherw se, delete.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

[ The amount of deleterious material in each size group of coarse aggregate
is not to exceed the limts in Table 7B when tested as indicated.
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TABLE 9B

LIM TS OF DELETERI QUS MATERI ALS | N COARSE AGGREGATE
FOR HEAVY DUTY PAVEMENTS

Per cent age by Mass

Clay lunmps and friable particles (ASTM Cl42/ CL42M) 2.0
Material finer than 0.075 nm No. 200 sieve (ASTM Cl17) 1.0
Li ght wei ght particles (ASTM C123/ C123M) 1.0
O her soft particles (COE CRD-C 130) 2.0
Total of all deleterious substances, exclusive of 5.0
material finer than 0.075 nm No. 200 sieve

The Iimt for material finer than the 0.075 mr No. 200 sieve is allowed to
be increased to 1.5 percent for crushed aggregates consisting of crusher
dust that is essentially free fromclay or shale. Use a separation medi um
for Iightweight particles with a density of 2.0 specific gravity. This
limt does not apply to coarse aggregate manufactured from bl ast-furnace
slag unl ess contam nation is evident.]

.3.3 Fi ne Aggregate
.3.3.1 Fi ne Aggregate Conposition

Provi de fine aggregate consisting of natural sand, manufactured sand, or a
conbi nati on of the two, each composed of clean, hard, durable particles
neeting the requirements of ASTM C33/C33N. [Provide aggregate used for
pavi ng conpass calibration hardstands free of materials having undesirable
magneti c properties, including nagnetite in granite, high-iron mnerals in
traprock, and pyrite in limestone. ]Stockpile and batch each type of fine
aggregate separately. Provide fine aggregate with particles that are
general |y spherical or cubical in shape. For fine aggregate provided as a
conbi nati on of sources, test each source individually.

.3.3.2 Gradi ng

Provide fine aggregate, as delivered to the nixer, with a grading that
conforms to the requirenments of ASTM C33/ C33N and having a fineness
nmodul us of not |ess than 2.50 nor nore than 3.40. For fine aggregate
supplied as a conbination of sources, determ ne the fineness nodulus on a
conposite sanpl e.

2.3.3.3 Del eteri ous Materia

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Retain sanmple size for airfield pavenents.

EE R R R S I R R I R I R I R S R R R R S R R I R R R S R S R R

[ The minimumtest sanple size for fine aggregate proposed for use in
airfield paving is 5 kg 10 pounds.] The anobunt of deleterious material in
the fine aggregate is not to exceed the limts listed in Table 8 when
performed on the full sample
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TABLE 9

LIM TS OF DELETERI QUS MATERI ALS I N FI NE AGGREGATE

Mat eri al Per cent age by Mass
Clay lunmps and friable particles ASTM Cl42/ Cl42M 1.0
Material finer than 0.075 nm No. 200 sieve ASTM Cl17 3.0
Li ghtwei ght particles ASTM C123/C123M using a mediumwith a 0.5

density of Sp. G. of 2.0

Total of all above 3.0

.3.3.4 Testing Sequence for Deleterious Materials in Fine Aggregate -

Airfields Only

2.

2.

2

The testing procedure on each sanple of fine aggregate for conpliance with
limts on deleterious materials is as foll ows:

Step 1: Wash each full sample of fine aggregate for material finer
than the 0.075 mr No. 200 sieve. Discard material finer than the
0. 075 mr No. 200 sieve.

Step 2: Test remaining full sample for clay lunps and friable
particles and renpve.

Step 3. Test remaining full sample for |ightweight particles (Sp. GR
2.0).

4  CHEM CAL ADM XTURES
4.1 Ceneral Requirenents

Only use chem cal adnmi xtures when the specific adnixture type and
manufacturer is the same material used in the m xture proportioning
studies. Provide all chenmical adm xtures fromthe sane nmanufacturer
Provide air-entrai ning adm xture conform ng to ASTM C260/ C260lN. Use an
accel erating adm xture conformng to ASTM C494/ CA94l, Type C or Type E
when specified in paragraph M XTURE PROPORTI ONS bel ow provided it is not
used to reduce the anpbunt of cenentitious material. Calciumchloride and
adm xtures containing calciumchloride are not allowed. Provide retarding
or water-reduci ng adni xture that neet the requirements of ASTM C494/ C4A94N,
Type A, B, or D, except that the 6-nmonth and 1-year conpressive strength
tests are waived. ASTM C494/C494N, Type F and G high range water reducing
adm xtures and Type S specific performance adm xtures are not all owed.
ASTM C1017/ C1017M fl owabl e adm xtures are not all owed.

. 4.2 LithiumN trate

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Evaluate cost effectiveness and availability
of a LithiumN trate adm xture before specifying.

EE R R R S I R R I R I R I R S R R R R S R I R I R I R R S R R S R R R
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2.

2.

Provide lithiumadm xture consisting of a nom nal 30 percent aqueous
solution of LithiumNtrate, with a density of 1.2 kg per L 10 pounds per
gallon, with the approxi mate chem cal form as shown bel ow

TABLE 10
LI THE UM NI TRATE COWPCOSI Tl ON
Consti tuent Limt (Percent by Mass)
Li Nog (Lithium N trate) 30 plus or mnus 0.5
SO, 2 (Sulfate Ion) 0.1 (max)
C” (Chloride Ion) 0.2 (max)
Na* (Sodi um I on) 0.1 (max)
K* (Potassi um | on) 0.1 (max)

Provi de the services of a nanufacturer's technical representative
experienced in dispensing, mxing, proportioning, placenment procedures and
curing of concrete containing lithiumnitrate, at no expense to the
CGovernment. This representative is required to be present on the project

prior to and during at least the first two days of placement using |ithium
nitrate.

4.3 H gh Range Water Reduci ng Adm xt ure (HRWRA)

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Hi gh Range Water Reduci ng Adm xtures are
permtted only when using Silica Fune. Delete for
all other projects

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

[ Provi de a high-range water-reduci ng adni xture that neets the requirenments
of ASTM C494/ CA94N, Type F or G that is free fromchlorides, alkalis, and
is of the synthesized, sul fonated conpl ex polyner type. Add the HRARA to
the concrete as a single conponent at the batch plant. Add the adm xture
to the concrete mxture only when its use is approved or directed, and
only when it has been used in m xture proportioning studies to arrive at
approved m xture proportions. Submit certified copies of the independent

| aboratory test results required for conpliance with ASTM C494/ CA94MN. ]

5 VEMBRANE FORM NG CURI NG COVPOUND

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use CRD-C 300 for airfield pavenent

projects. ASTM C309 may be used for roads and
streets.

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

Provi de nmenbrane form ng curing conpound that [conforms to COE CRD-C 300

and is white pignmented.] [conforms to ASTM C309, white-pignmented Type 2,
Class B.]
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2.6  WATER

Provide water for mxing and curing that is fresh, clean, potable, and
free of injurious anbunts of oil, acid, salt, or alkali, except that
non- potable water, or water from concrete producti on operations, can be
used if it neets the requirenents of ASTM C1602/ C1602M.

2.7 JO NT NMATERI ALS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Edit as appropriate for project
requi renents.

EE R R S I R R I R I R I R S R R R O S R R I R I R R S R R R R

2.7.1 Expansi on Joint Materi al

Provi de preformed expansion joint filler material conforming to [ ASTM D1751
] [or] [ASTM D1752 Type [II] [II1].] Provide expansion joint filler that
is 19 nmm 3/4 inch thick, unless otherw se indicated, and provided in a
single full depth piece.

2.7.2 Slip Joint Material

Provide slip joint material that is 6 mr 1/4 inch thick expansion joint
filler, unless otherw se indicated, conform ng to paragraph EXPANSI ON
JO NT MATERI AL.

2.8 REI NFORCI NG

EE R R R S I R R I R I R I R S R R R R S R R I R R R S R R R R R

NOTE: Edit these paragraphs to conformto project
requi renents. Delete those not needed. Add
epoxy-coated bars (ASTM A775/ A775M or | ow all oy
bars (ASTM A706/ A706M when required by design

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de reinforcement that is free fromloose, flaky rust, |oose scale,
oil, grease, nud, or other coatings that m ght reduce the bond with
concrete. Rempval of thin powdery rust and tight rust is not required.
However, reinforcing steel which is rusted to the extent that it does not
conformto the required di mensions or nechanical properties is not allowed
to be used.

2.8.1 Rei nforcing Bars and Bar Mats

Provi de reinforcing bars conformng to [ ASTM A615/ A615l, billet-steel] [
ASTM A996/ A996l, rail and axle steel], Gade 60 [ ]. Provide bar mats
conform ng to ASTM A184/ A184N. The bar nenbers nmay be billet rail or axle
steel .

2.8.2 Wl ded Wre Rei nforcenent

Provi de wel ded wire reinforcenent that is deforned or snooth, conform ng
to ASTM A1064/ A1064l, and provided in flat sheets.

2.9 DOWELS] AND TIE BARS]

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Retain paragraph on dowels. Even if not
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2.

required, allow dowels as an option. Edit tie bars

as required by design.
ER R IR I I R R R R R I I I R R R R I I R R R R S I I I R R R R I I I I R R R S I I I R O I I I R R R S I I I

9.1 Dowel s

Provi de dowels in single piece bars fabricated or cut to length at the
shop or mll before delivery to the site. Dowels are to be free of |oose,
flaky rust and | oose scale and be clean and straight. Dowels may be
sheared to length provided that the deformation fromtrue shape caused by
shearing does not exceed 1 nm 0.04 inch on the dianeter of the dowel and
does not extend nore than 1 mr 0.04 inch fromthe end of the dowel.

Dowel s are required to be snooth steel bars conformng to ASTM A615/ A615N
Grade 40 or 60; ASTM A996/ A996l, Grade 50 or 60. Epoxy coat dowels in
conformance with Type 1 coating requirements of ASTM A1078/ A1078l, to

i nclude the ends. Provide grout retention rings that are fully circular
nmetal or plastic devices capable of supporting the dowel until the epoxy
hardens. Dowel sleeves or inserts are not permtted.

.9.2 Dowel Bar Assenblies

Provi de dowel bar assenblies that consist of a framework of metal bars or
wires arranged to provide rigid support for the dowels throughout the
pavi ng operation, with a mnimum of four continuous bars or wres
extending along the joint line. Provide dowels that are welded to the
assenbly or held firmly by mechanical |ocking arrangenments that prevent
themfromrising, sliding out, or beconmi ng distorted during paving
operations.

.9.3 Tie Bars

Provide tie bars that are deforned steel bars conformng to ASTM A615/ A615N
or ASTM A996/ A996N, Grade 60 [ ], and of the sizes and di nensions
i ndi cat ed.

.10 EPOXY RESI N

Provi de epoxy-resin materials that consist of two-conponent materials
conforming to the requirenents of ASTM C881/C881l, C ass as appropriate
for each application tenperature to be encountered, except that in
addition, the materials nmeet the foll owi ng requirenents:

a. Type IV, Grade 3 for use for enbeddi ng dowels and anchor bolts.

b. Type Ill, Grade as required for use as patching materials for conplete
filling of spalls, sawcut runouts, and other voids and for use in
preparing epoxy resin nortar

c. Type IV, Grade 1 for use for injecting cracks.

d. Type V, Grade as required for bonding freshly m xed portland cenent

concrete or nortar or freshly m xed epoxy resin concrete or nortar to
har dened concrete.

11 EQUI PMENT

Maintain all plant, equipment, tools, and machines used in the work in
sati sfactory working conditions at all times. Submit the foll ow ng:
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a. Details and data on the batching and nixing plant prior to plant
assenbly including manufacturer's literature showi ng that the
equi prent neets all requirenents specified herein

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: For OCONUS projects, contact NRMCA (
http://ww. nrnca. org) concerni ng approved engi neers

avai |l abl e in the geographic area.
ER R IR I I R R R R R I I I R R R R I I R R R R S I I I R R R R I I I I R R R S I I I R O I I I R R R S I I I

b. Obtain National Ready M xed Concrete Association (NRMCA) certification
of the concrete plant, at no expense to the Governnment. Provide
i nspection report of the concrete plant by an engi neer approved by the
NRMCA. The NRMCA certified engi neer cannot be enployed by the prinary
contractor or a subcontractor. A list of NRMCA approved engineers is
avai l abl e on the NRMCA website at http://ww. nrnca.org. Submit a copy
of the NRMCA QC Manual Section 3 Concrete Plant Certification
Checklist, NRMCA Certificate of Confornance, and Calibration
docunentation on all neasuring and wei ghing devices prior to
uniformty testing

c. A description of the equipnent proposed for transporting concrete
m xture fromthe central mxing plant to the paving equi pnent.

d. A description of the equi pnent proposed for the machine and hand
pl aci ng, consolidating and curing of the concrete m xture.
Manuf acturer's literature on the paver and finisher, together with the
manuf acturer's witten instructions on adjustnments and operating
procedures necessary to assure a tight, snooth surface on the concrete
paverment. The literature is required to show that the equi pment neets
all details of these specifications. [Include detailed informtion on
autonmatic | aser controlled systens if proposed for use.]

2.11.1 Bat chi ng and M xi ng Pl ant

EE R I R R S I R R I R I R I R S R R R R S R R I R R R I R R R R O

NOTE: Locate the batching and m xing plant on the
construction site or as close as possible, but no
farther than 30 m nutes haul time fromthe placing
site during all periods of the work day. Verify the
availability of water and el ectrical power for sites
on Governnent |and. On Navy projects, specify an
off-site batch plant. Edit bracketed itens as
appropri ate.

Pl ant capacity is governed by the | aydown pattern or
the size of the job to prevent delay of paving
operations.

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

2.11.1.1 Locati on

Locate the batching and mi xing plant [on project site as indicated on the
drawi ngs][of f Governnent prenmises no nore than a 15 minute haul tine from
the placing site. At no tine is the haul tinme and gate security check
time to exceed30 nminutes fromthe offloading of the concrete mxture into
the truck to the placing site]. [Water and electrical power [are] [are
not] available on the project site.] Provide operable telephonic or radio
conmuni cati on between the plant and the placing site at all tines

SECTION 32 13 14.13 Page 52



concreting is taking place.
.11.1.2 Type and Capacity

Provi de a batching and m xi ng plant consisting of a stationary-type
central mx plant, including permanent installations and portable or

rel ocatable plants installed on stable foundations. Provide a plant

desi gned and operated to produce concrete within the specified tol erances,
with a mninum capacity of 200 cubic neters 250 cubic yards | ] per
hour, that conforms to the requirenents of NRMCA QC 3 including provisions
addr essi ng:

Mat eri al Storage and Handl i ng
Bat chi ng Equi prent

Central M xer

Ti cketing System

Del i very System

aRwNE

.11.1.3 Tol er ances

TABLE 11

BATCH PLANT M XI NG TOLERANCES

Material s Percent age of Required Mass
Cenmentitious Materials plus or mnus 1
Aggr egat e plus or mnus 2
Wat er plus or mnus 1
Admi xture plus or mnus 3

For volunetric batching equi prent for water and adm xtures, the above
nuneric tol erances apply to the required volume of material being
batched. Dilute concentrated admi xtures uniformy, if necessary, to
provi de sufficient volune per batch so that the batchers operate
consistently within the above tol erance.

.11.1.4 Mbi sture Contr ol

Provi de a plant capabl e of ready adjustnent to conpensate for the varying
noi sture contents of the aggregates and to change the quantities of the
materi al s being batched. Provide an electric nmoisture neter conplying
with the provisions of COE CRD-C 143 for measuring of noisture in the fine
aggregate. Provide a sensing el enent arranged so that measurenment is nmade
near the batcher charging gate of the fine aggregate bin or in the fine
aggr egat e batcher.

.11.2 Concrete M xers

Use the project's approved m xture proportions for uniformty testing.
Provi de stationary or truck m xers that are capabl e of conbining the
materials into a uniformmxture and of discharging this mxture w thout
segregation. Do not charge the mxers in excess of the capacity
recommended by the nmanufacturer. Operate the mixers at the drum or m Xxing
bl ade speed designated by the manufacturer. Maintain the mxers in

sati sfactory operating condition, with the m xer drunms kept free of
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hardened concrete. Replace m xer blades or paddl es when worn down nore
than 10 percent of their depth when conpared with the manufacturer's
di mensi on for new bl ades or paddl es.

.11.2.1 Stationary M xers

Stationary mxers are required to be drumor pan mxers. Provide mxers
with an acceptabl e device to | ock the discharge nmechanismuntil the
required mxing tine has el apsed. Perform m xer performance (uniformty)
testing in accordance with COE CRD-C 55 and with paragraph TESTI NG AND

| NSPECTI ON FOR CONTRACTOR QUALI TY CONTROL DURI NG CONSTRUCTI ON i n PART 3.

.11.2.1.1 M xing Time and Unifornmity for Stationary M xers

For stationary m xers, before unifornmity data are avail able, the ninimum
m xing time for each batch after all solid materials are in the mxer,
provided that all of the mxing water is introduced before one-fourth of
the mxing time has elapsed, is 1 minute for m xers having a capacity of
0.75 cubic nmeter 1 cubic yard. For nixers of greater capacity, increase
this mninumtine by 20 seconds for each additional cubic neter 1.33 cubic
yard or fraction thereof. Provide uniformty test results neeting the
properties required by this specification in addition to neeting the

requi renents of Table 11. After results of uniformty tests are
avai l able, the nmixing time may be reduced to the minimumtine required to
neet uniformty requirenents; but if uniformty requirenments are not being
nmet, increase the nmxing tinme as directed. Performm xer uniformty tests
at new nmixing tinmes i Mmediately after any change in mxing time or

vol ume. Any changes to the mx constituents or sequence of charging the
m xer after a batch requires an additional three consecutive passing
batches. For regular testing performall six tests on three consecutive
bat ches of concrete. The range for regular testing is the average of the
ranges of the three consecutive batches. Conduct the Regul ar Test
sequence for initial determnation of the mxing time or as directed.

VWhen regul ar testing is performed, the concrete is required to neet the
limts of any five of the six uniformty requirements listed in Table 11
bel ow.

.11.2.1.2 Abbreviated Uniformty Test

Conduct the Abbrevi ated Test sequence for production concrete verification
at the frequency specified in Table 17. Provide uniformty test results
neeting the fresh and hardened concrete properties required by this
specification in addition to neeting the requirenents of Table 11. Wen
abbreviated testing is perforned, the concrete is required to neet only
those requirements |listed for abbreviated testing. Abbreviated testing is
performed on a single batch of concrete. The range for abbreviated
testing is the range for one batch. |If nore than one mxer is used and
all are identical in terms of nake, type, capacity, condition, speed of
rotation, the results of tests on one of the mixers apply to the others,
subj ect to Governnent approval .
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TABLE 12

UNI FORM TY REQUI REMENTS- - STATI ONARY M XERS

Par anet er Regul ar Tests Al |l owabl e Abbrevi ated Tests All owabl e
Maxi mum Range for 3 Maxi mum Range for 1 Batch
Consecuti ve Batches

Unit weight of air-free 32 kg per cubic m2.0 32 kg per cubic m2.0
nortar pounds per cubic foot pounds per cubic foot
Air content 1.0 percent Not Applicabl e
Sl unp 25 mm 1.0 inch 25 mm 1.0 inch

Coar se aggregate 6.0 percent 6.0 percent
Conpressive strength at 7 10. 0 percent 10. 0 percent

Wat er content 1.5 percent Not Applicabl e

2.11.2.2 Truck M xers

Truck m xers are not allowed for mxing or transporting slipformed paving
concrete. Provide only truck m xers designed for m xing or transporting
pavi ng concrete with extra |large bl ading and rear opening specifically for
| ow sl unp pavi ng concrete. Provide truck nmixers, the mxing of concrete
therein, and concrete unifornmty and testing thereof that conformto the
requi renents of ASTM C94/ C94N. Any changes to the m x constituents or
sequence of charging the truck m xer requires an additional three
consecutive passing batches. Determ ne the nunber of revolutions between
70 to 100 for truck-nixed concrete and the number of revolutions for
shrink-m xed concrete by uniformty tests as specified in ASTM C94/ C94N
and in requirenents for mxer performance stated in paragraph TESTI NG AND
| NSPECTI ON FOR CONTRACTOR QUALI TY CONTRCOL DURI NG CONSTRUCTI ON i n PART 3.
If requirements for the uniformty of concrete are not net with 100

revol utions of mxing after all ingredients including water are in the
truck m xer drum discontinue use of the mxer until the condition is
corrected. Water is not allowed to be added after the initia

i ntroduction of mxing water except, when on arrival at the job site, the
slunp is less than specified and the water-cenent ratio is | ess than that
given as a maxi mumin the approved m xture. Additional water may be added
to bring the slunp within the specified range provided the approved

wat er-cenent ratio is not exceeded. Inject water into the head of the

m xer (end opposite the di scharge opening) drum under pressure, and turn
the drum or bl ades a m ni mum of 30 additional revolutions at m Xxing
speed. The addition of water to the batch at any later tine is not

al | owed.

2.11.3 Transporting Equi prent

Provi de non-agitating equi pment conform ng to ASTM C94/ C94N or approved
open top agitators for slipforned paving concrete transportation. Provide
non-agi tati ng equi pment or approved truck mxers conformng to

ASTM C94/ C94N for fixed form and hand pl acenent paving concrete
transportation. Truck mxers are not allowed for mxing or transporting
slipformed paving concrete. Al truck mxers are to bedesigned with extra
| arge bl adi ng and rear opening specifically for |ow slunp concrete.

Provi de transporting equi pnent desi gned and operated to deliver and

di scharge the required concrete mxture conpletely w thout segregation
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2.11. 4 Transfer and Spreadi ng Equi prent

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: A transfer spreader is required for all Arny
and Air Force airfield paving projects. This
paragraph is required for Navy projects if the
design incorporates a drainage |ayer. Coordinate

with Part 3 requirenents in sub-paragraph TRAFFI C ON
UNDERLYI NG MATERI AL.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provide a Material Transfer Vehicle (MIV) capable of noving between the
haul i ng equi pnent and the paver and equi pped with a swi ng conveyor that
delivers material to the paver from outside the paving |ane w t hout making
contact with the paver while allow ng the paver to operate at a constant
speed.

2.11.5 Paver - Fi ni sher

EE R R R S I R R R I R S R R R R R O S R R I R R R R R R R R

NOTE: The foll owi ng subparagraphs apply to both
fixed-formand slip-form paver-finishers. FlIXED
FORMS is applicable to fixed-form paver-finishers
and SLIPFORM is applicable to slip-form
paver-fini shers.

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

Provi de paver-finisher consisting of a heavy-duty, self-propelled nachine
designed specifically for paving and finishing high quality pavenent, wth
a mni mum wei ght of 3280 kg per m 2200 pounds per foot of |ane width, and
powered by an engi ne having a mni nun 15,000 Wper m 6.0 horsepower per
foot of lane width. The paver-finisher is required to spread,

consol i date, and shape the plastic concrete to the desired cross section
in one pass. The nechanisns for form ng the pavenent are required to be
easily adjustable in width and thickness. In addition to other spreaders
requi red by paragraph above, equip the paver-finisher with a full wdth
knock-down auger or plow nmechani sm capable of operating in both

directions, which evenly spreads the fresh concrete in front of the screed
or extrusion plate.

2.11.5.1 Vi brators

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

NOTE: Retain bracketed el ectronic vibrator
nmoni tori ng equi pnent statenent for airfield paving.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de gang nounted i mersion vibrators at the front of the paver on a
frame equi pped with suitable controls so that all vibrators can be
operated at any desired depth within the slab or conpletely w thdrawn from
the concrete, as required. Provide vibrators that are automatically
controlled to inmedi ately stop as forward nmotion of the paver ceases. [
Equi p the paver-finisher with an electronic vibrator nonitoring device
di spl ayi ng the operating frequency of each individual internal vibrator
with a readout display visible to the paver operator that operates
continuously while paving, and displays all vibrator frequencies wth
manual or automatic sequenci ng anong all individual vibrators.

Di scontinue paving if the vibrator nonitoring systemfails to operate
properly during the paving operation. ] Provide the spacing of the
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i mersion vibrators across the paving | ane as necessary to properly
consolidate the concrete, with a maxi mum cl ear di stance between vibrators
of 750 nmmr 30 i nches and outside vibrators a maxi mum of 300 mr 12 i nches
fromthe | ane edge. Determne vibrator frequency and anplitude per

CCE CRD-C 521.

.11.5.2 Screed or Extrusion Plate

Equi p the paver-finisher with a transversely oscillating screed or an
extrusion plate to shape, conpact, and smooth the surface and finish the
surface that no significant amount of hand finishing, except use of
cutting straightedges, is required. Provide adjustnent for variation in
| ane width or thickness and to prevent nore than 200 nmr 8 inches of the
screed or extrusion plate extending over previously placed concrete on

ei ther side when paving fill-in lanes. Repair or replace machines that
cause di spl acenent of properly installed forms or cause ruts or

i ndentations in the prepared underlying materials and nachi nes that cause
frequent del ays due to nechanical failures.

.11.5.3 Longi t udi nal Mechani cal Fl oat

A longi tudi nal mechanical float may be used. |f used, provide a fl oat
that is specially designed and manufactured to snooth and finish the
paverment surface wi thout working excess paste to the surface and is
rigidly attached to the rear of the paver-finisher or to a separate

sel f-propell ed frame spanning the paving |lane. Provide float plate at
least 1.5 m 5 feet long by 200 nr 8 inches wide that automatically
oscillates in the longitudinal direction while slowy noving fromedge to
edge of the paving lane, with the float plate in contact with the surface
at all tinmes.

.11.5. 4 O her Types of Finishing Equi pnent

Clary screeds (triple drumroller screeds), other rotating tube floats, or
bri dge deck finishers are not allowed on nainline paving, but nmay be

al l owed on irregul ar or odd-shaped sl abs, and near buildings or trench
drains, subject to approval. Only use vibrating screeds or pans for

i sol ated sl abs where hand finishing is pernmtted as specified, and only
where specifically approved.

.11.5.5 Fi xed Forns

Provi de paver-finisher equipped with wheels designed to ride the forns,
keep it aligned with the forns, and spread the |oad so as to prevent

deformati on of the forms. VWhen traveling on new or existing concrete to
remai n, provide paver-finishers traveling on guide rails |ocated outside
of the paving |lane that are equi pped with wheels that will not cause

danmage or spalling to concrete joint edges to remain. Alternatively, a

nodi fied slipform paver that straddles the fornms nay be used. Provide a
nodi fi ed slipform paver which has the side conform ng plates renoved or

rendered ineffective and travels over or along pre-placed fixed forms.

.11.5.6 Sli pform

Provide an automatically controlled slipformpaver-finisher that is
craw er nmounted with padded tracks so as to be conpletely stable under al
operating conditions and provide a finish to the surface and edges so that
no edge slunmp beyond al |l owabl e tol erance occurs. Provide suitable noving
side forms that are adjustable and produce snmooth, even edges,
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perpendi cular to the top surface and neeting specification requirenents
for alignnent, edge slunp, and joint face defornmation.

.11.6 Curing Equi pnent

Provi de equi pnent for applyi ng nenbrane-formng curing conpound nmounted on
a self-propelled frane that spans the paving |lane. Constantly agitate the
curing conpound reservoir nmechanically (not air) during operation and
provide a neans for conpletely draining the reservoir. Provide a spraying
systemthat consists of a mechanically powered punp whi ch nmaintains
constant pressure during operation, an operable pressure gauge, and either
a series of spray nozzles evenly spaced across the |ane to provide

uni formy overl appi ng coverage or a single spray nozzle which is nounted
on a carriage which automatically traverses the |lane width at a speed
correlated with the forward noverment of the overall frame. Protect al
spray nozzles with wind screens. Calibrate the spraying systemin
accordance with ASTM D2995, Method A, for the rate of application required
i n paragraph MEMBRANE CURI NG  Provide hand-operated sprayers allowed by

t hat paragraph with conpressed air supplied by a nmechanical air

conpressor. |Imediately replace curing equipnent if it fails to apply an
even coating of compound at the specified rate.

2.11.7 Texturing Equi prent

EE R I R R S I R R I R I R I R S R R R R S I R R I R R R S S R S R R

NOTE: Sel ect type of texturing desired, retain that
subpar agraph, and delete the others. Deternine the

type of texturing desired by the using service. |If
no gui dance is given, the usual default nmethod is a
burlap drag. |f other than a burlap drag textured

finish is required, edit the appropriate
par agraph(s) as shown bel ow.

For Air Force airfield paving projects, do not
specify artificial turf, wire conb, or deep
textures. For Navy airfield paving projects, do not
specify wire conb or deep textures. Use Section

32 01 18.71 GROOVI NG OF Al RFI ELD PAVING to specify
saw cut grooves.

Spring tine grooving is limted to use on roads and
streets only.

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

Provi de texturing equi pnent as specified below. Before use, denpbnstrate
the texturing equi pnent on the test section, and nodify the equi pment as
necessary to produce the texture directed.

L11.7.1 Burl ap Drag

Securely attach a burlap drag to a separate wheel nmounted frame spanni ng
the paving lane or to one of the other simlar pieces of equipnent.
Provide length of the material between 600 to 900 mr 24 to 36 inches
dragging flat on the pavenent surface and with a width at |least equal to
the width of the slab. Provide clean, reasonably new burlap nateri al
conpletely saturated with water before attachment to the franme, noistened
before start of use, and kept clean and mai ntai ned nmoi st during use.
Provi de burlap conformng to AASHTO M 182, Class 3 or 4. Burlap drag is
not to include any inpervious |layers, such as a polyethylene |ayer.
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2.11.7.2 Br oom

Apply surface texture using an approved mechanical stiff bristle broom
drag of a type that provides a uniformy scored surface transverse to the
paverment center line. Provide broomcapable of traversing the full wdth
of the paverment in a single pass at a uniform speed and with a uniform
pressure that results in scores uniformin appearance and approxi nately
1.5 mr 1/16 inch in depth but not nore than 3 mr 1/8 inch in depth.

2.11.7.3 Artificial Turf

[Provide full-width artificial turf drag with the | eading transverse edge
securely fastened to a |lightweight pole on a traveling bridge. Provide a
m ni mum of 600 mr 2 feet of the artificial turf in contact with the
concrete surface during texturing operations that results in corrugations
uni formin appearance and approximately 2 mr 1/16 inch in depth. A
variety of different types of artificial turf are available and approval
of any one type will be done only after it has been denpnstrated to
provide a satisfactory texture. One type that has provided satisfactory
texture consists of 7,200 approximately 0.85-inch-1ong polyethyl ene turf
bl ades per square foot.]

2.11.7. 4 Deep Texturing Equi pnent

[ Provide texturing equi pnment that consists of [a stiff bristled broon] [a
conb with spring wire tines] [spring strips which produce true, even
grooves] formng a drag at least 1.2 m 4 feet long. Munt this drag in a
wheel ed franme spanning the paving | ane and so constructed that the drag is
nmechanically pulled in a straight |ine across the paving | ane
perpendi cul ar to the centerline.]

2.11.8 Sawi ng Equi pnent

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Retain bracketed sentence as necessary to
correlate with paragraph REMOVAL OF EXI STI NG
PAVEMENT SLAB in PART 3. Oherwi se delete. Also
del et e wheel saw option on Navy projects.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de equi pnent for sawing joints and for other sinilar saw ng of
concrete consisting of standard di anond-type concrete saws nounted on a
wheel ed chassis which can be easily guided to follow the required
alignment. Provide dianond tipped blades. |f denpnstrated to operate
properly, abrasive blades may be used. Provide spares as required to
mai ntain the required sawing rate. [Provide wheel saws used in the
renoval of concrete with large diameter tungsten carbide tipped bl ades
nount ed on a heavy-duty chassis which produce a saw kerf at |east 40 nmv
1-1/2 inches wide. ]Provide saws capable of sawing to the full depth
required. Early-entry saws may be used, subject to denonstration and
approval. No change to the initial sawcut depth is permitted.

2.11.9 Strai ght edge
Provide and maintain at the job site, in good condition, a mninmunm 4 m 12
foot straightedge for each paving train for testing the hardened portland

cenent concrete surfaces. Provide straightedges constructed of al um num
or magnesi um al l oy and bl ades of box or box-girder cross section with flat
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2.

2.

2.

bottom adequately reinforced to maintain rigidity and accuracy. Provide
strai ght edges wi th handl es for operation on the pavenent.

.11.10 Work Bridge

Provide a sel f-propelled work bridge capabl e of spanning the required
pavi ng | ane wi dth where worknen can efficiently and adequately reach the
paverent surface.

11,11 Hand Fi ni shing Tool s

Provi de hand fini shing equi pnent in accordance with the provisions of this
specification. Use the hand nethod only on isolated areas of odd slab
wi dt hs or shapes and in the event of a breakdown of the nmechani cal

fini shing equi pment. Keep suppl enental hand finishing for machi ne finished
paverent to an absolute mininum Do not seal the paving surface with stee
trowel s.

12 SPEC!I FI ED CONCRETE STRENGTH AND OTHER PROPERTI ES

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Fill in blanks as appropriate. Specify the
flexural strength used in the structural design of

t he pavenent a maxi num of 650 psi 4.5 MPa at 90 days
of age. However, nodify to 28-days if 28-day
strength is approved in witing by TSMCX, AFCEC
paverment SME, or NAVFAC as stated in paragraph
FLEXURAL STRENGTH. Be sure this and succeeding
par agr aphs remai n consi stent.

For the standard coarse aggregate with the nonina
maxi mum si ze of 37 mm 1.5 inches, the total air
content must be specified as 6.0 percent where
freezing and thawing is a concern. For a coarse
aggregate with the nom nal maxi mum size of 25 nmr 1.0
inch, the total air content nust be specified as 6.5
percent where freezing and thawing is a concern
Specify 4.0 percent where freezing and thawing is

not a concern.
B R R

12.1 Specified Flexural Strength

EE R R R S I R I R R I R S R R R R S R R I R R R S R R S R R

NOTE: Use the Tailoring Option "Beans" or
"Cylinders/Beans" to specify flexural strength for
concrete.

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

Specified flexural strength, R for concrete is | ] MPa psi at [28]
[90] days, as determined by tests nmade in accordance with ASTM C78/ C78N of
beans fabricated and cured in accordance with ASTM C192/ Cl192Nequi val ent
flexural strength, as specified in paragraph M xture Proportioning For

Fl exural Strength bel ow

12.2 Al | owabl e Water-Cenentitious Materials Ratio

The al | owabl e water-cenentitious material ratio is 0.38 to 0.45. The
wat er-cenentitious material ratio is the equival ent water-cenent ratio as
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det erm ned by conversion fromthe weight ratio of water to cenent plus SCM
by the mass equival ency net hod described in ACI 211. 1.

2.12. 3 Al r Content

Provide concrete that is air-entrained with a total air content of [4.0]
[6.0] [6.5] plus or minus 1.5 percentage points, at the point of
pl acenent. Determine air content in accordance with ASTM C231/ C231M.

2.12.4 Sl unmp

The maxi mum al | owabl e sl unp of the concrete at the point of placenent is
listed in Table 12.

TABLE 13

MAXI MUM ALLOWABLE SLUWP

Pl acement Met hod Maxi mum Sl unp

Slipform As required to neet edge slunp and joint
face deformation limts

Fi xed Form 50 m® inches

Hand Pl acenent utilizing Oher 75 mB inches
Types of Fini shing Equi pnent

The selected slunp is applicable to both pilot and fill-in [ anes. Perform
separate trial mxture studies for each placenent nethod, as specified in
paragraph Trial M xture Studies.

2.12.5 Concrete Tenperature

The tenperature of the concrete as delivered is required to conformto the
requi renents of paragraphs Paving In Hot Wather and Paving In Cold

Weat her. Determne the tenperature of concrete in accordance with

ASTM C1064/ C1064\.

2.12.6 Concrete Strength for Final Acceptance

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use the Tailoring Option to specify concrete
strength by using "Cylinders/Beans" or "Beans".

EE R I R R S I R R R I R I R S R R R R S R I R I R R R R R R R R

[ The strength of the concrete will be considered acceptabl e when the

aver age equi val ent [90-day] [28-day] flexural strengths for each lot are
above the 'Specified Flexural Strength' as determned by correlation with
14-day conpressive strength tests specified in paragraph M xture
Proportioning For Flexural Strength below, ][ The strength of the concrete
wi || be considered acceptabl e when the equival ent [90-day] [28-day]
flexural strengths for each lot are above the 'Specified Flexura

Strength' as determined by correlation with 14-day flexural strength tests
specified in paragraph M xture Proportioning For Flexural Strength bel ow, ]
and no individual set (2 specinens per sublot) in the ot are 170 kPa 25
psi or nore below the equivalent 'Specified Flexural Strength'. |If any
ot or sublot, respectively, fails to neet the above criteria, renove and
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replace the lot or sublot at no additional cost to the Governnent. This
is in addition to and does not replace the average strength required for
day-to-day CQC operations as specified in paragraph Average Cqc Fl exura
Strength Required For M xtures, bel ow

2.13 M XTURE PROPORTI ONS

EE R R R S I R I R I R I R S R R R R O S R R I R R R S R R R R O

NOTE: Edit bracketed itenms as appropriate.

Normal |y, pernmit accelerating adm xtures only with
fast-track paving. |f approval has been obtained
and airfield pavenent has been desi gned and
specified for 28-day flexural strength in paragraph
SPECI FI ED FLEXURAL STRENGTH, nodify the follow ng
subpar agraphs accordingly. Do the sane if this is
road paverent designed for 28-day strength. Use the
hi gher bracketed total cenmentitious content if a
suppl enentary cenentitious naterial is used.

I ncl ude bracketed sentences on limting alkal

| oading for airfield pavenent projects.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

2.13.1 M xture Proportions Conposition

Provi de concrete conposed of cenentitious material, water, fine and coarse
aggregates, and adm xtures. |nclude supplenentary Cenentitious Materials
(SCM choice and usage in accordance w th paragraph Suppl enentary
Cenentitious Materials (SCM Content. Provide a mnimmtota

cenentitious materials content of [280 kg per cubic neter 470 pounds per
cubic yard] [310 kg per cubic neter 517 pounds per cubic yard]. [Limt

the total alkali loading contributed by the portland cement or the
portland cement portion of a blended cenent to a nmaxi mum of 1.8 kg per
cubic meter 3.0 I b per cubic yard. Calculate the alkali |oading as the

product of the portland cenent content of the concrete nultiplied by the
al kali content of the portland cenent or the portland cenent portion of
t he bl ended cenent, divided by 100. Determine the alkali content in
accordance with ASTM Cl114. ] Acceptabl e adni xtures consist of air

entrai ning adm xture and may al so i nclude, as approved, [water-reducing
adm xture, J[retarding adm xture, ][accel erating adm xture,
][wat er -reduci ng and retardi ng adm xtures, ][water reducing and

accel erating adni xtures].

2.13.2 Proportioning Studies

Performtrial design batches, mxture proportioning studies, and testing,
at no expense to the CGovernnment. Submit for approval the Prelimnary
Proposed Proportioning to include itens a., b., and i. below a m ni num of
21 days prior to beginning a mxture proportioning study. Submt the
results of the m xture proportioning studies signed and stanped by the
regi stered professional engineer having technical responsibility for the
m x design study, and submitted at |east 30 days prior to conmencing
concrete placing operations. Include a statement summarizing the maxi mum
nom nal coarse aggregate size and the wei ghts and vol unmes of each

i ngredi ent proportioned on a one cubic neter yard basis. Base aggregate
guantities on the mass in a saturated surface dry condition. Provide test
results denonstrating that the proposed m xture proportions produce
concrete of the qualities indicated. Base nethodology for trial mxtures
havi ng proportions, slunps, and air content suitable for the work as
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described in ACI 211.1, nodified as necessary to accomvpdate flexura
strength. ACI 211.1 can be supplemented with ACI 325. 14R. Submit test
resul ts including:

a. Individual coarse and fine aggregate gradations and plots that neet
ASTM C33. Include historic gradation averages and standard devi ati ons
on individual sieves for each aggregate size group produced within the
past 12 nonths. Historical gradation averages are not to be utilized
for the Proportioning Studies.

b. Conbi ned aggregate gradati on and coarseness vs. workability plots.

c. Coarse aggregate quality test results. Report the Aggregate Correction
Factor (ACF).

d. Fine aggregate quality test results.

e. MII certificates for cenment and supplenentary cenentitious nmaterials.

f. Certified test results for air entraining, water reducing, retarding,
non-chl oride accelerating[, and Lithium N trate] adm xtures.

g. Specified flexural strength, slunp, and air content.

h. Docunentation of required average CQC flexural strength, Ra.

i . Recommended proportions and vol umes for each proposed ni xture for each
proposed placenent nethod (slipform fixed form and hand pl acenent)
if different. Include three trial water-cenmentitious materials ratios
for each proposed placement method (slipform fixed form and hand
pl acenent).

j. Individual beam [and cylinder ]breaks.

k. Flexural [and conpressive ]strength sunmaries and plots.

I. Correlation ratios for acceptance testing and CQC testing.

m Historical record of ACI 214R strength test results, docunenting
producti on standard deviation (if avail able).

n. Narrative di scussi ng nmet hodol ogy on how the m x design was devel oped in
accordance with ACI 211.1 and ACl 325. 14R.

0. Alternative aggregate blending to be used during the test section if
necessary to neet the required surface and consolidation requirenments.

.13.2.1 VWater-Cenentitious Materials Ratio

Performat |east three different water-cementitious materials ratios,
within the imts specified in paragraph Al owabl e Water-Cenentitious
Materials Ratio, which produce a range of strength enconpassing that
required on the project. The mni num and nmaxi mum wat er-cenentitious
materials ratios of the approved m x design become the m ni mum and
maxi mum wat er-cenmentitious materials ratio for the project during
producti on.

.13.2.2 Trial Mxture Studies

Perform separate sets of trial mxture studies nade for each conbination
of cementitious materials and each conbi nati on of adm xtures proposed for
use. No conbinations are to be used until proven by such studies, except
that, if approved in witing and otherwi se pernmtted by these
specifications, an accelerating or retardi ng adm xture can be used w t hout
separate trial mxture study. Performseparate trial mxture studies for
each placing method (slip form fixed form or hand placenent) proposed.
Report the tenperature of concrete in each trial batch. Design each

nm xture to pronote easy and suitable concrete placenment, consolidation and
finishing, and to prevent segregation and excessive bl eeding. Proportion
| aboratory trial mxtures for maxi mum slunp and air content, as pernmtted
by the placenent method being utilized.
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2.13.2.3 M xture Proportioning for Flexural Strength

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: The first Tailoring Option, "Beans", includes
items a through j; the second option
"Cylinders/Beans" includes the second |isting of
items a through j.

EE R R R S I R I R I R I R S R R R R O S R R I R R R S R R R R O

Fol l ow the step by step procedure bel ow

a.

Fabricate all beans for each m xture fromthe sane batch or blend of
batches. Fabricate and cure all beans in accordance wth
ASTM C192/ C192l, using 152 x 152 mr 6 x 6 inches steel beam nol ds.

Cure test beams fromeach mxture for 3, 7, 14, and [and 28] [56 and
90] -day flexural tests; 6 beanms to be tested per age.

Test beans in accordance wi th ASTM C78/ C78N

Using the average strength for each w c at each age, plot all results
fromeach of the three m xtures on separate graphs for w c versus:
3-day flexural strength
7-day flexural strength
14-day flexural strength
[ 28-day flexural strength]
[56 and 90-day flexural strength]

From t hese graphs select a wc that produces a mxture giving a [28]
[56] [90]-day flexural strength equal to the required strength
determ ned in accordance with paragraph Average CQC Fl exural Strength
Required for M xtures.

Usi ng the above selected wc, select fromthe graphs the expected 3, 7
and 14-day flexural strengths.

From t he above expected strengths for the selected m xture, deternine
the Ratio of the 7-day flexural strength of the selected mxture to
the [28] [56] [90]-day flexural strength of the mixture (for CQC
control).

From t he above expected strengths for the selected m xture, deternine
the Ratio of the 14-day flexural strength of the selected mxture to
the [28] [90]-day flexural strength of the mixture (for acceptance).

If there is a change in materials, perform additional mxture design
studi es using the new materials and determ ne new Correl ati on Rati os.

No concrete pavenent placenent is allowed until the m xture
proportions are approved. The approved water-cenentitious materials
ratio is restricted to the mninumand maxi mum val ues specified in
par agraph Water-Cenentitious Materials Ratio and is not to be

i ncreased wi thout witten approval .

Fabricate all beans and cylinders for each mixture fromthe sane batch
or blend of batches. Fabricate and cure all beanms and cylinders in
accordance wi th ASTM C192/ C192lV, using 152 x 152 mr 6 x 6 inches stee
beam nol ds and 152 x 305 mr 6 x 12 inches single-use cylinder nolds.
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2.13.3

a.

Cure test beans fromeach mxture for 3, 7, 14, [and 28] [56 and
90]-day flexural tests; 6 beans to be tested per age.

Cure test cylinders fromeach mxture for 3, 7, 14, [and 28] [56 and
90] -day conpressive strength tests; 6 cylinders to be tested per age.

Test beans in accordance with ASTM C78/ C78l, cylinders in accordance
with ASTM C39/ C39M\.

Using the average strength for each w c at each age, plot all results
fromeach of the three m xtures on separate graphs for w c versus:
3-day flexural strength
7-day flexural strength
14-day flexural strength
[ 28-day flexural strength]
[56 and 90-day flexural strength]

3-day conpressive strength

7-day conpressive strength

14-day conpressive strength

[ 28-day conpressive strength]

[56 and 90-day conpressive strength]

From these graphs select a wc that produces a mi xture giving a [28]
[56] [90]-day flexural strength equal to the required strength
determ ned in accordance wi th paragraph Average CQC Fl exural Strength
Required for M xtures.

Usi ng the above selected wec, select fromthe graphs the expected 3,
7, 14, [28] [56] [90]-day flexural strengths and the expected 3, 7,
14, [28] [56] [90]-day conpressive strengths for the m xture.

From t he above expected strengths for the selected m xture determne
the follow ng Correlation Ratios:

(1) Ratio of the 14-day conpressive strength of the selected m xture
to the [28][90]-day flexural strength of the mixture (for
accept ance) .

(2) Ratio of the 7-day conpressive strength of the selected nmixture to
the [28][90]-day flexural strength of the mixture (for CQC
control).

If there is a change in materials, perform additional mxture design
studies using the new materials and new Correl ati on Rati os determn ned.

No concrete pavenent placenent is allowed until the m xture
proportions are approved. The approved water-cenentitious materials
ratio is restricted to the m ni num and naxi num val ues specified in
par agraph Water-Cenentitious Materials Ratio and is not to be

i ncreased wi thout witten approval .

Average CQC Fl exural Strength Required for M xtures
In order to neet the strength requirenents specified in paragraph
SPECI FI ED CONCRETE STRENGTH AND OTHER PROPERTI ES duri ng production

the m xture proportions selected during mxture proportioning studies
and used during construction require an average CQC fl exural strength,
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Ra-v

exceedi ng the specified flexural strength, R by the anopunt

i ndi cat ed bel ow.

b. The required average CQC flexural strength, Ra, is used only for
proportioning studies and CQC operations as specified in paragraph
Concrete Strength Testing for CQC

c. Acceptance of production flexural strength results is based on the
specified flexural strength R specified in paragraph: Specified
Fl exural Strength.

2.13.3.1

From Previ ous Test Records

Where a concrete production facility has previous test records current to
within 18 nonths, establish a standard deviation in accordance with the
appl i cabl e provisions of ACI 214R. Include test records fromwhich a
standard deviation is calculated that represent materials, quality contro
procedures, and conditions simlar to those expected, that represent
concrete produced to neet a specified flexural strength or strengths within

1 MPa 150 psi of the [28] [90]-day flexural strength specified for the
proposed work, and that consist of at |east 30 consecutive tests. Perform
verification testing to docurment the current strength. A strength test is
t he average of the strengths of two speci mens nmade fromthe same sanpl e of
concrete and tested at [28] [90] days. Required average CQC flexura
strength, Ra, used as the basis for selection of concrete proportions is
the value fromthe equation that follows, using the standard devi ati on as
det ermi ned above:

2.13.3.2

Ra = R + 1.34S

Where: S = standard deviation
R = specified flexural strength
Ra = required average CQC flexural strength

VWere a concrete production facility does not have test records
neeting the requirenents above but does have a record based on 15
to 29 consecutive tests, establish a standard deviation as the
product of the cal cul ated standard deviation and a nodification
factor from Tabl e 13:

TABLE 14

MODI FI CATI ON FACTOR FOR STANDARD DEVI ATI ON

NUVBER OF TESTS MODI FI CATI ON FACTOR
20 1.08
25 1.03
30 or nore 1.00

Wt hout Previous Test Records

When a concrete production facility does not have sufficient field
strength test records for calculation of the standard devi ation, detern ne
the required average CQC flexural strength, Ra, by adding 15 percent to
the specified flexural strength, R
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PART 3 EXECUTI ON

3.

3.

1 PREPARATI ON FOR PAVI NG

Bef ore commenci ng paving, performthe follow ng actions to prepare for
pavi ng operations. |If used, place cleaned, coated, and adequately
supported forms. Have any reinforcing steel needed at the paving site;
all transporting and transfer equi pnent ready for use, clean, and free of
har dened concrete and foreign material; equi prent for spreading,
consol i dating, screeding, finishing, and texturing concrete at the paving
site, clean and in proper working order; and all equi prent and materi al
for curing and for protecting concrete fromweather or nmechanical damage
at the paving site, in proper working condition, and in sufficient anmount
for the entire placenent.

1.1 Weat her Precaution

When wi ndy conditions during paving appear probable, have equi pnent and
material at the paving site to provide w ndbreaks, shading, fogging, or
other action to prevent plastic shrinkage cracki ng or other damagi ng
drying of the concrete. During these conditions, record and report the
evaporation rate hourly.

1.2 Proposed Techni ques

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

NOTE: Include joint [ayout and typical detail of
joint/dowel bar spacing in draw ngs and coordi nate
wi t h paragraph PLACI NG DONELS AND Tl E BARS. Insert
office title for approval of joint plan changes.

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

Submit placing and protection nethods; paving sequence; jointing pattern
data on curing equi pnent and profil ographs; repair in accordance wth

par agraph REPAI R, REMOVAL AND REPLACEMENT OF NEWLY CONSTRUCTED SLABS
denolition of existing pavenents, as specified; pavenent dianond grindi ng
equi pnment and procedures. Subnmit for approval the followi ng itens:

a. Pavenment denolition work plan, presenting the proposed nethods and
equi prent to renpve existing pavenent and protect pavenent to renmain
in place.

b. A description of the placing and protection nethods proposed when
concrete is to be placed in or exposed to hot, cold, or inclenent
weat her conditions

c. A detailed paving sequence plan and proposed paving pattern show ng
all planned construction joints; transverse and | ongitudinal dowel bar
spacing; and identifying pilot lanes, fill-in |Ianes, and hand
pl acenent areas. Include stationing for reference to all sanpling and
testing perforned. Deviations fromthe jointing pattern shown on the
drawi ngs are not allowed without witten approval of the [design
engi neer] | ].

d. Plan and equi prent proposed to control alignnent of sawn joints within
the specified tol erances.

e. Data on the curing equi pnent, media and nmet hods to be used.
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f. Data on profilograph and nmethods to neasure pavenent snoot hness.

g. A description of the equipnent and nmet hods to be used for grinding and
repairs.

.2 CONDI TI ONI NG OF UNDERLY!I NG MATERI AL
2.1 Cener al Procedures

Confirmthe underlying material upon which concrete is to be placed is

cl ean, danp, and free fromdebris, waste concrete or cement, frost, ice,
and standing or running water. Prior to setting forns or placenent of
concrete, confirmthe underlying naterial is well drained and has been
satisfactorily graded and uniformy conpacted in accordance with the
appl i cabl e contract documents. Test the surface of the underlying
material to crown, elevation, and density in advance of setting forms or
of concrete placenent using slip-formtechniques. Trimhigh areas to
proper elevation. Fill and conpact |ow areas to a condition simlar to
that of surrounding grade, or fill with concrete nonolithically with the
paverment. Low areas filled with concrete are not to be cored for

t hi ckness to avoid biasing the average thickness used for evaluation and
paynment adjustnment. Rework and conpact any underlying material disturbed
by construction operations to specified density immediately in front of
the paver. |If a slipformpaver is used, continue the sane underlying

mat eri al beyond the edge of the lane a sufficient distance to provide a
suitable trackline for the slipformpaver and firm support for the edge of
t he pavi ng | ane.

. 2.2 Traffic on Underlying Materi al

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: Do not allow transporting equi pment to
operate on the prepared underlying material for
airfield paving. Operating hauling equipnent in the
pavi ng | ane can cause the paver to stop frequently,
produci ng a discontinuity in the pavenment surface.
Edit bracketed itens as appropriate and coordi nate
wi t h paragraph TRANSFER AND SPREADI NG EQUI PMENT. The
second bracketed itemis only intended for use on
roads and other areas where site limtations require
consi derati on of this approach

EE R R R S R R I R I R I R S R R S R I R S I R I R I R R R R R I R R R

After the underlying naterial has been prepared for concrete placenent,
equi prent is not pernmitted thereon with exception of the paver. Subject
to specific approval, crossing of the prepared underlying material at
specified intervals for construction purposes may be pernitted, provided
rutting or indentations do not occur. Rework and repair the surface
before concrete is placed. |[Transporting equi pnment is not to be all owed
to operate on the prepared and conpacted underlying material in front of
t he paver-finisher.] [Equipnment may be allowed to operate on the
underlying material only if approved and only if no danage is done to the
underlying material and its degree of conpaction. Correct any disturbance
to the underlying material that occurs, as approved, before the
paver-finisher or the deposited concrete reaches the | ocation of the

di sturbance and repl ace the equi pnent or change procedures to prevent any
future danage. ]

SECTION 32 13 14.13 Page 68



3.

3.

3.

3  WEATHER LI M TATI ONS
3.1 Pl acenent and Protection During |Inclement Wat her

Do not commence pl aci ng operations when heavy rain or other damaging

weat her conditions appear imminent. At all times when placing concrete,
mai ntain on-site sufficient waterproof cover and neans to rapidly place it
over all unhardened concrete or concrete that night be damaged by rain

| mredi ately cover and protect all unhardened concrete fromrain or other
damagi ng weat her. Suspend pl acenment of concrete whenever rain, high w nds,
or other weat her comences to damage the surface or texture of the placed
unhar dened concrete, washes cement out of the concrete, or changes the

wat er content of the surface concrete.

Renove and replace any sl ab damaged by rain or other weather, as defined

i n paragraph Weak Surfaces, full depth, by full slab width, to the nearest
original joint as specified in paragraph REPAIR, REMOVAL AND REPLACEMENT
OF NEWLY CONSTRUCTED SLABS, at no expense to the Government.

3.2 Pavi ng in Hot Weat her

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: See ACI 305R for additional information
concer ni ng hot weather concreting. Do not delete
thi s paragraph or the next paragraphs dealing with

weat her.
EE IR I b R S I I I I IR I I I IR I I R S R I I I I R I R I I R R I I I I I I R R I S I S b E b I IR I R I R I S I I b b I b b I b I

Prepare for hot weather paving in accordance with ACI 305R. Wen the
anbi ent tenperature during paving is expected to exceed 32 degrees C 90
degrees F, properly place and finish the concrete in accordance with
procedures previously submtted, approved, and as specified herein
Provi de concrete that does not exceed the tenperature shown in Table 14
bel ow when measured in accordance with ASTM C1064/ C1064N at the time of
delivery. Cool the nmixing water or aggregates or place in the cool er part
of the day to obtain an adequate placing tenperature. Cool steel forns
and reinforcing as needed to nmaintain steel tenperatures below 49 degrees C
120 degrees F. Cool or protect transporting and placi ng equi pnent if
necessary to maintain proper concrete placing tenperature. Keep the
finished surfaces of the newy laid pavenent danmp by applying a fog spray
(mst) with approved spraying equi pment until the paverment is covered by
the curing nedi um

TABLE 15
Maxi mum Al | owabl e Concrete Pl aci ng Tenperature
Rel ative Hum dity, Percent, During Maxi mum Al | owabl e Concrete
Ti me of Concrete Pl acenent Tenperature in Degrees CF
G eater than 60 3290
55- 60 2985
Less than 55 2475
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3.

3.3 Prevention of Plastic Shrinkage Cracking

During weather with low hunmidity, and particularly with high tenperature
and appreci able wind, develop and institute neasures to prevent plastic
shrinkage cracks from devel oping. |If plastic shrinkage cracking occurs,
halt further placenent of concrete until protective neasures are in place
to prevent further cracking. Periods of high potential for plastic

shri nkage cracki ng can be anticipated by use of ACI 305R. 1In addition to
the protective nmeasures specified in the previous paragraph, further
protect the concrete placenent by erecting shades and wi ndbreaks and by
appl ying fog sprays of water, the addition of nononol ecular films, or wet

covering. |f nononolecular filnms are used, apply only after finishing is
conplete, do not use in the finishing process, and foll ow manufacturer
recomendat i ons. | mredi atel y comrence curing procedures when such water

treatment is stopped. Repair plastic shrinkage cracks in accordance with
par agraph REPAI R, REMOVAL AND REPLACEMENT OF NEWLY CONSTRUCTED SLABS
Never trowel over or fill plastic shrinkage cracks with slurry.

. 3.4 Pavi ng in Col d Wat her

Col d weather paving is required to conformto ACI 306R. Use speci al
protection nmeasures, as specified herein, if freezing tenperatures are
antici pated or occur before the expiration of the specified curing
period. Do not begin placenent of concrete unless the ambient tenperature
is at least 2 degrees C 35 degrees F and rising. Thereafter, halt

pl acenent of concrete whenever the anbient tenperature drops below 5
degrees C 40 degrees F. \Wen the anbient tenmperature is |l ess than 10
degrees C 50 degrees F, the tenperature of the concrete when placed is
required to be not |ess than 10 degrees C 50 degrees F nor nore than 25
degrees C 75 degrees F. Provide heating of the m xing water or aggregates
as required to regulate the plastic concrete tenperature. Provide
materials entering the mxer that are free fromice, snow, or frozen
[unps. Do not incorporate salt, chemicals or other materials in the
concrete to prevent freezing. [ If allowed under paragraph M XTURE
PROPORTI ONS i n PART 2, use an accel erating adm xture when the anbi ent
tenperature is below 10 degrees C 50 degrees F. ] Provide covering and
other nmeans for nmaintaining the concrete at a tenperature of at |east 10
degrees C 50 degrees F for not less than 72 hours after placing, and at a
tenperature above freezing for the remainder of the curing period as
defined in paragraph Protection of Concrete. Renobve pavenent slabs, ful
depth by full wi dth, damaged by freezing or falling bel ow freezing
tenperature to the nearest planned joint, and replace as specified in
paragr aph REPAI R, REMOVAL AND REPLACEMENT OF NEWLY CONSTRUCTED SLABS, at
no expense to the Governnent.

.4 CONCRETE PRODUCTI ON

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

NOTE: Coordi nate these paragraphs w th paragraph
EQUI PMENT. Delete itemin brackets if truck mxers
are not permtted.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Mai ntain a continuous, uniformforward noverment of the paver of not |ess
than 0.8 m 2.5 feet per mnute. Provide batching, mxing, and transporting
equi pmrent with a capacity sufficient to neet this production rate. Deposit
concrete transported in non-agitating equipnent in front of the paver
within 45 mnutes fromthe tine cenent has been charged into the m xing
drum except that if the anmbient tenperature is above 32 degrees C 90
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3.

degrees F, the tine is reduced to 30 minutes. Deposit concrete
transported in truck mxers in front of the paver within 90 minutes from
the tine cenent has been charged into the mxer drum of the plant or truck
m xer. Truck nmixers are not allowed for mxing or transporting slipforned
pavi ng concrete. If the anbient tenperature is above 32 degrees C 90
degrees F, the tine is reduced to 60 minutes. Acconpany every | oad of
concrete delivered to the paving site with a batch ticket fromthe
operator of the batching plant. Provide batch ticket infornation required
by ASTM C94/ C94N on approved forms. In addition provide design quantities
in mass or volune for all materials, batching tolerances of all materials,
m xture batching time, and design and actual water cementitious materials
rati o on each batch delivered, [the water nmeter and revol ution neter
reading on truck mxers ]Jand the time of day on all batch tickets.

Provi de batch tickets for each truck delivered as part of the |ot

accept ance package to the placing foreman to maintain on file and deliver
themto the Government weekly.

4.1 Bat chi ng and M xi ng Concrete

Renove any equi pnment which fails to performas specified i mediately from
use until properly repaired and adjusted or repl aced.

4.2 Transporting and Transfer - Spreadi ng Operations

Operate non-agitating equipment only on snooth roads and for haul tine

| ess than 30 nminutes. Deposit concrete as close as possible to its fina
position in the paving |ane[ using a transfer-spreader]. Operate al

equi prent to di scharge and transfer concrete w thout segregation. Dunping
of concrete in discrete piles is not permtted. No transfer or spreading
operation which requires the use of front-end | oaders, dozers, or sinmlar
equi pment to distribute the concrete is permtted. No equipnent is
permtted to operate on the grade in front of the paver.

.5 PAVI NG

EE R I R R S I R R I R I R I R S R R R R S R R I R R R I R R R R O

NOTE: Coordi nate these paragraphs w th paragraph
EQUI PMENT.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

5.1 Ceneral Requirenents

Construct pavenent with paving and finishing equipnment utilizing rigid
fixed forns or by use of slipformpaving equi prent. Provide paving and
fini shing equi pment and procedures resulting in paving | anes of the
required width at a rate of at least 0.8 m 2.5 feet of paving | ane per

m nute on a routine basis. Control paving equiprment and its operation

and coordinate with all other operations, such that the paver-finisher has
a continuous forward novenent at a reasonably uniform speed from begi nni ng
to end of each paving | ane, except for inadvertent equi pnent breakdown.
Backi ng the paver and refinishing a lane is not permitted. Renove and
repl ace concrete refinished in this nmanner. Failure to achieve a
continuous forward notion requires halting operations, and nodifying
procedures, equiprment, or nix proportions to achieve this requirenent.
Personnel are not permtted to walk or operate in the plastic concrete at
any time. Select paving equipnent and procedures which operate properly
on the underlying material without causing displacenent or other danage.
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5.2 Consol i dati on

Consol idate concrete with the specified type of |ane-spanning,

gang- mount ed, mechanical, imersion type vibrating equipnent mounted in
front of the paver, supplenmented, in rare instances as specified, by
hand- operated vibrators. Insert vibrators into the concrete to a depth

that provides the best full-depth consolidation but not closer to the
underlying material than 50 mr 2 inches. Excessive vibration is not
permtted. |If vibrators cause visible tracking in the paving | ane,

di sconti nue pavi ng operations until equi pnent and operations have been
nodified to prevent it. Consolidate concrete in small, odd-shaped sl abs
or in isolated |ocations inaccessible to the gang-munted vibration

equi pnment with an approved hand-operated i mersion vibrator operated from
a bridge spanning the area. Do not use vibrators to transport or spread
the concrete. Do not operate hand-operated vibrators in the concrete at
one |l ocation for nore than 20 seconds. |Insert hand-operated vibrators
bet ween 150 to 400 mr 6 to 15 inches on centers. For each paving train
provi de at | east one additional vibrator spud, or sufficient parts for
rapi d replacenent and repair of vibrators at the paving site at al

tinmes. Any evidence of inadequate consolidation (honeyconb al ong the
edges, large air pockets, or any other evidence) requires the i mediate
stoppi ng of the paving operation and approved adjustment of the equi pnent
or procedures.

.5.3 Qper ation

VWhen the paver approaches a header at the end of a paving | ane, maintain a
sufficient amount of concrete ahead of the paver to provide a roll of
concrete which spills over the header. Provide a sufficient anmount of
extra concrete to prevent any grout that is fornmed and carried al ong ahead
of the paver from being deposited adjacent to the header. Miintain the
spud vibrators in front of the paver at the desired depth as close to the
header as possible before they are lifted. Provide additiona
consol i dati on adjacent to the headers by hand-mani pul ated vi brators. Wen
t he paver is operated between or adjacent to previously constructed
paverment (fill-in |anes), provide provisions to prevent danmage to the

adj acent pavenent. Electronically control screeds or extrusion plates so
as to prevent themfrom applying pressure to the existing pavenent and to
prevent abrasion of the pavenent surface. Maintain the overlapping area
of existing pavenment surface completely free of any | oose or bonded
foreign material as the paver-finisher operates across it. Pavers using
transversely oscillating screeds are not allowed to formfill-in |anes
that have widths less than a full width for which the paver was desi gned
or adj ust ed.

.5.4 Required Results

Adj ust and coordinate the paver-finisher, its gang-nounted vibrators, and
operating procedures with the concrete nixture being used, to produce a

t horoughly consolidated slab throughout that is true to Iine and grade

wi thin specified tolerances. Provide a paver-finishing operation that
produces a surface finish with a mnimm isolated anount of
irregularities, tears, voids of any kind, and any other discontinuities in
a single pass across the pavenent; nultiple passes are not permtted.
Provi de equi pnent and its operation that produce a finished surface
requiring no hand finishing other than the use of cutting straightedges,
except in very infrequent instances. Stop paving if any equi pnment or
operation fails to produce the above results. Prior to recomencing

pavi ng, properly adjust or replace the equi pnent, nodify the operation, or
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nodi fy the mixture proportions, in order to produce the required results.
No water, other than fog sprays (mst) as specified in paragraph
Prevention OF Plastic Shrinkage Cracking above, is allowed to be applied
to the concrete or the concrete surface during paving and finishing.

3.5.

Fi xed Form Pavi ng

EE R R R S I R I R I R I R S R R R R O S R R I R R R S R R R R O

NOTE: Include fixed-form paving as an option or
mandatory item as appropriate. Edit bracketed itens
i n subparagraph a. Keys are only permtted for

roads and streets with a thickness of 230 mr 9 inches
or greater. Do not permt keys for airfield
pavenents.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de pavi ng equi pnent for fixed-form paving and operation that conforms
to the requirenents of paragraph EQU PMENT, and all requirenents specified
her ei n.

3.5.5.1 Forms for Fixed-Form Pavi ng

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Del ete subparagraph e. when overlay pavenents
are not required.

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

a.

Provi de straight fornms nade of steel and in sections not less than 3
10 feet in length that are clean and free of rust or other
contam nants. Seal any holes or perforations in fornms prior to paving
unl ess otherwise permtted. Miintain forns in place and passabl e by
al | equi pnent necessary to conplete the entire paving operation
wi t hout need to renove horizontal form supports. Provide flexible or
curved forms of proper radius for curves of 31 m 100-foot radius or
| ess. Provide wood forns for curves and fillets nade of
wel | - seasoned, surfaced plank or plywood, straight, and free fromwarp
or bend that have adequate strength and are rigidly braced. Provide
formse with a depth equal to the pavenent thickness at the edge. Were
the project requires several different slab thicknesses, build up
fornms by bolting or welding a tubular metal section or by bolting wood
pl anks to the bottomof the formto conpletely cover the underside of
t he base of the formand provide an increase in depth of not nore than
25 percent. Provide forms with the base wi dth of the one-piece or
built-up formnot | ess than eight-tenths of the vertical height of the
form except provide forns 200 mm 8 inches or less in vertical height
with a base width not | ess than the vertical height of the form
Provide forms with maxi num vertical deviation of top of any side form
including joints, not varying froma true plane nmore than 3 mr 1/8 inch
in 3 nm 10 feet, and the upstanding |leg not varying nore than 6 mr 1/ 4
inch. [Were keyway forns are required, rigidly attach the keyway
formto the main formso no displacenment can take place. Tack-weld
netal keyway forms to steel fornms. Align keyway forns so that there
is no variation over 6 mr 1/4 inch either vertically or horizontally,
when tested with a 4 m 12 foot tenplate after forns are set, including
tests across formjoints.]

Provide form sections that are tightly [ ocked and free fromplay or

noverrent in any direction. Provide forns with adequate devices for
secure settings so that when in place they wthstand, w thout visible
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spring or settlenent, the inpact and vibration of the consolidating
and fi ni shing equiprent.

c. Set forms for full bearing on foundation for entire length and wi dth
and in alignnent with edge of finished pavenent. Support forms during
entire operation of placing, consolidation, and finishing so that
fornms do not deviate vertically nore than 3 mm 0.01 foot fromrequired
grade and el evations indicated. Check conformty to the alignnent and
grade el evati ons shown on the drawi ngs and make necessary corrections
i mediately prior to placing the concrete. Cean and oil the forns
each tine before concrete is placed. Concrete placenment is not
allowed until setting of forns has been checked and approved by the

CQC t eam

d. Do not anchor guide rails for fixed form pavers into new concrete or
exi sting concrete to remin

[ e. Use stakes or other approved nethods to securely hold forns for
overl ay pavenents and for other |ocations where forns are set on
exi sting pavenents. Carefully drill holes in existing pavenents for
form stakes by met hods which do not crack or spall the existing
paverment. After use, fill the holes flush with the surrounding
surface using approved material, prior to overlying materials being
pl aced. |Inmmediately discontinue any net hod which does not hold the
formsecurely or which damages the existing pavenent. Prior to
setting forns for paving operations, denonstrate the proposed form
setting procedures at an approved |location w thout proceeding further
until the proposed nmethod is approved.]

3.5.5.2 For m Renpval

Keep fornms in place at |east 12 hours after the concrete has been pl aced.
VWhen conditions are such that the early strength gain of the concrete is
del ayed, |l eave the forns in place for a longer tinme. Renove forns by
procedures that do not damage the concrete. Do not use bars or heavy
netal tools directly against the concrete in renoving the fornms. Pronptly
repair any concrete found to be defective after formrenoval, using
procedures specified or as directed.

3.5.6 Sli pf or m Pavi ng

EE R R R S R R I R I R I R S R R S R I R S I R I R I R R R R R I R R R

NOTE: Retain slipformpaving as an option unless
there are specific, valid reasons for deleting it.
Be sure all other paragraphs correspond with choice

made here.
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3.5.6.1 Cener a

Provi de pavi ng equi pnment for slipformpaving and the operation thereof
that conforns to the requirenment of paragraph EQU PMENT, and al

requi renents specified herein. Provide a slipform paver capabl e of
shapi ng the concrete in one pass to the specified and i ndi cated cross
section, neeting all tolerances, with a surface finish and edges that
require only a very mnimmisol ated amount of hand finishing. |If the
pavi ng operation does not neet the above requirenments and the specified
tol erances, imediately stop the operation and nodi fy any equi prent,
pavi ng procedures, or the concrete mx in order to resolve the problem
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Provide a slipformpaver that is automatically electronically controlled
froma taut guideline for horizontal alignment and on both sides froma
taut guideline for vertical alignment, except that electronic control from
a ski operating on a previously constructed adjoining |ane is required
where applicable for either or both sides. Automatic, electronic controls
are required for vertical alignment on both sides of the ane. Control
froma sl ope-adjustnent control or control operating fromthe underlying
material is not allowed. Properly adjust side forns on slipform pavers so
that the finished edge of the paving | ane nmeets all specified tol erances.
Install dowels in |ongitudinal construction joints as specified bel ow

The installation of these dowels by dowel inserters attached to the paver
or by any other neans of inserting the dowels into the plastic concrete is
not permtted. [If a keyway is required, install a 0.45 to 0.55 nm 26
gauge thick netal keyway |iner as the keyway is extruded. Provide keyway
forms that do not vary nore than plus or minus 3 mr 1/8 inch fromthe

di mensions indicated and do not deviate nore than plus or mnus 6 nr 1/4
inch fromthe md-depth of the pavenment. An abrupt offset either

hori zontally or vertically in the conpleted keyway is not all owed.

Mai ntain the keyway liner to remain in place and becone part of the joint.]

.5.6.2 Gui deline for Slipform Paving

Accurately and securely install guidelines well in advance of concrete

pl acenent. Provide supports at necessary intervals to elinmnate all sag
in the guideline when properly tightened. Provide guideline consisting of
hi gh strength material designed for use as a paving guideline with
sufficient tension to renove all sag between supports. Provide supports
that are securely staked to the underlying material or make ot her
provisions to keep the supports fromdi spl aci ng when the guideline is

ti ghtened or when the guideline or supports are accidentally touched by
wor kmen or equi pnent during construction. Provide appliances for
attaching the guideline to the supports that are capabl e of easy
adjustment in both the horizontal and vertical directions. Wen it is
necessary to | eave gaps in the guideline to pernit equipnment to use or
cross underlying material, provide provisions for quickly and accurately
repl aci ng the guideline wthout any delay to the forward progress of the
paver. Provide supports on either side of the gap that are secured in
such a manner as to avoid disturbing the renainder of the guideline when
the portion across the gap is positioned and tightened. Check the

gui del i ne across the gap and adjacent to the gap for a distance of 60 n
200 feet for horizontal and vertical alignment after the guideline across
the gap is tightened. Provide vertical and horizontal positioning of the
gui del i ne such that the finished pavenent confornms to the alignnment and
grade el evati ons shown on the drawi ngs within the specified tol erances for
grade and smoot hness. The specified tolerances are intended to cover only
the normal deviations in the finished paverment that occur under good
supervi sion and do not apply to setting of the guideline. Set the
guideline true to Iine and grade.

.5.6.3 Stringl ess Technol ogy

If the use of any type of stringless technology is proposed, submt a
detail ed description of the systemand performa trial field denonstration
at least one week prior to start of paving. Approval of the control
systemw || be based on the results of the denbnstration and on conti nui ng
sati sfactory operation during paving.
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5.7 Pl aci ng Reinforcing Stee

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Delete bracketed itemif CRCP is not being
construct ed.

EE R R R S I R R I R I R I I R S R R R O S R R I R I R R R R R R R

Provide the type and amount of steel reinforcenent indicated. Regardl ess
of placement procedure, provide reinforcing steel free from coatings which
could inpair bond between the steel and concrete, with reinforcenent |aps
as indicated. Regardless of the equipnent or procedures used for
installing reinforcenent, adequately consolidate the entire depth of
concrete. Install steel reinforcenent at the required elevation within a
tol erance of plus of mnus 13 nml/2 inch. [If reinforcing for

Conti nuously Rei nforced Concrete Pavenment (CRCP) is required, submt the
entire operating procedure and equi pnent proposed for approval at |east 30
days prior to proposed start of paving.]

.5.7.1 Pavenent Thi ckness Greater Than 300 nmr 12 inches

For pavenent thickness of 300 mr 12 inches or nore, place an initial lift
of concrete on the underlying material to the required el evation of the
steel reinforcement, consolidate the initial lift of concrete, place the
steel reinforcenent upon the surface of the initial lift, place a second
lift of concrete to final grade, consolidate, and finish in the required
manner. \When placenent of the second |lift causes the steel reinforcenent
to be displaced horizontally fromits original position, provide
provisions for increasing the thickness of the initial Iift and depressing
the steel reinforcenent into the unhardened concrete to the required
elevation. Limt the increase in thickness only as necessary to permt
correct horizontal alignment to be maintained. Renove and replace any
portions of the initial |ift of concrete that have been placed nore than
30 minutes without being covered with the second Iift with newy m xed
concrete wi thout additional cost to the Governnent.

.5.7.2 Pavenent Thi ckness Less Than 300 nmm 12 | nches

For pavenents |ess than 300 mr 12 inches thick, position the reinforcenent
on suitable chairs or continuous nesh support devices securely fastened to
t he subgrade prior to concrete placement. Consolidate concrete after the
steel has been pl aced.

.5.8 Pl aci ng Dowel s[ and Ti e Bars]

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Delete references to installation in
contraction joints if not required. Tie bars are
not permtted in airfield pavenents. Use tie bars
only for roads and streets projects.

EE R I R R S I R R R I R I R S R R R R S R I R I R R R R R R R R

Provide a nethod to install and hold dowels in position that neets the

tol erances for |ocation, alignnent, and spacing of Table 15. Do not place
| ongi tudi nal dowels [and tie bars Jcloser than 0.6 tines the dowel bar
[tie bar Jlength to the planned joint line. |If the last regularly spaced
| ongi tudi nal dowel [tie bar ]is closer than that dinension, nove it away
fromthe joint to a location 0.6 tines the dowel bar [tie bar ]length, but
not closer than 150 mr 6 inches to its nearest neighbor. Resolve dowel
[tie bar] interference at a transverse joint-Ilongitudinal joint
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i ntersection by deleting the closest transverse dowel [tie bar]. Do not
position the end of a transverse dowel closer than 300 mr 12 inches from
the end of the nearest |ongitudinal dowel. Install dowels as specified in
the foll owi ng subparagraphs.

TABLE 16

DOVNEL ALI GNMVENT TOLERANCES

Dowel Measurenent Tol erance

Hori zontal alignnment (a) Maxi mum of 3 nm per 300 mm 1/8 inch per
foot after the pavenent has been conpl eted

Vertical alignnent (b) Maxi mum of 3 nm per 300 mm 1/8 inch per
foot after the pavenent has been conpl eted

Hori zontal spaci ng plus or mnus 15 nmm5/8 inch, except as
ot herwi se specified above

Vertical location on the face of the slab plus or mnus 13 mm 1/2 inch

(a) Check horizontal alignnent perpendicular to the joint edge with a fram ng square.

(b) Measure the vertical alignment of the dowels parallel to the designated top surface
of the pavenent, except for those across the crown or other grade change joints.
Measure dowel s across crowns and other joints at grade changes to a |evel surface.

3.5.8.1 Contraction Joints

Securely hold dowels [and tie bars ]Jin |ongitudinal and transverse
contraction joints within the paving lane in place, as indicated, by neans
of rigid netal frames or basket assenblies of an approved type. Securely
hol d t he basket assenblies in the proper |ocation by neans of suitable
pi ns or anchors. Do not cut or crinp the dowel basket tie wires.

3.5.8.2 Construction Joi nts-Fi xed Form Pavi ng

Install dowels [and tie bars ]by the bonded-in-place nethod or the
drill-and-dowel nethod. Installation by renoving and replacing in
prefornmed holes is not pernitted. Prepare and place dowels [and tie bars]
across joints where indicated, correctly aligned, and securely held in the
proper horizontal and vertical position during placing and finishing
operations, by neans of devices fastened to the forns. Provide the
spaci ng of dowels [and tie bars] in construction joints as indicated,
except that, where the planned spaci ng cannot be naintai ned because of
formlength or interference with form braces, provide closer spacing with
addi ti onal dowels[ or tie bars].

3.5.8.3 Dowel s Installed in Hardened Concrete

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O
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NOTE: The first Tailoring Option is for
"Cylinders/Beans" and the second option is for

nB n
eans .
Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Install dowels in hardened concrete by bonding the dowels into holes
drilled into the hardened concrete. Before drilling commences, cure the
concrete for 7 days or until it has reached a minimumfield cured
conpressive strength of 17 MPa 2500 psi flexural strength of 3.1 MPa 450
psi. Drill holes 3 mr 1/8 inch greater in diameter than the dowels into
t he hardened concrete using rotary-core drills. Rotary-percussion drills
are pernitted, provided that excessive spalling does not occur at the
concrete joint face. Excessive spalling is defined as spalling deeper than
6 mr 1/4 inch fromthe joint face or 12 mr 1/2 inch radially fromthe
outside of the drilled hole. Continuing damage requires nodification of

t he equi pnent and operation. Drill depth of dowel hole within a tol erance
of plus or minus 13 nr 1/2 inch of the half Iength of the enbedded dowel.
Upon conpletion of the drilling operation, blow out the dowel hole with
oil-free, conpressed air. Bond dowels in the drilled hol es using epoxy
resin. Inject epoxy resin at the back of the hole before installing the
dowel and extrude to the collar during insertion of the dowel so as to
conpletely fill the void around the dowel. Application by buttering the

dowel is not permitted. Hold the dowels in alignment at the collar of the
hole, after insertion and before the grout hardens, by nmeans of a suitable
netal or plastic grout retention ring fitted around the dowel. Provide
dowel s required between new and existing concrete in holes drilled in the
exi sting concrete, all as specified above. Were tie bars are required in
| ongi tudi nal construction joints of slipformpavenent, install bent tie
bars at the paver, in front of the transverse screed or extrusion plate.
Do not install tie bars in prefornmed holes. Construct a standard keyway,
with the bent tie bars inserted into the plastic concrete through a 0.45
to 0.55 mr 26 gauge thick netal keyway liner. Protect and maintain the
keyway liner to remain in place and becone part of the joint. Wen
bending tie bars, provide the radius of bend not greater than the m ninmm
recommended for the particul ar grade of steel in the appropriate nateria
standard. Before placenent of the adjoining paving | ane, straighten the
tie bars using procedures which do not spall the concrete around the bar

.5.8.4 Lubricati ng Dowel Bars

W pe clean the portion of each dowel intended to nmove within the concrete
and coat with a thin, even filmof lubricating oil or |ight grease before
the concrete is placed. Formoil is not acceptable.

.6 FI NI SHI NG

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Edit bracketed items as appropriate. Retain
sl i pform pavi ng subparagraph except when it is
prohi bited el sewhere. Delete Oher Types of

Fi ni shi ng Equi pnent here and in PART 2, if not
wanted. Hand finishing is allowed only for

i sol ated, small, odd-shaped sl abs or places

i naccessi ble to the paver.

EE R R R S I R R I R I R S R R R R S I R R I R R R R R R R R

Provi de finishing operations as a continuing part of placing operations
starting i mediately behind the paver. Provide finishing by the machine
nmet hod. Hand finishing requirements are specifed in paragraph HAND
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FI Nl SHE NG Provide the sequence of operations consisting of transverse
finishing, longitudinal machine floating if used, straightedge finishing,
texturing, and then edging of joints. Provide a work bridge as necessary
for consolidation and hand finishing operations. Use the hand method only
on isolated areas of odd slab wi dths or shapes and in the event of a

br eakdown of the mechanical finishing equiprment. Keep supplenmental hand
finishing for nachine finished pavenent to an absol ute m ni num

| mredi ately stop any nachi ne finishing operation which requires
appreci abl e hand finishing, other than a noderate anpbunt of straightedge
finishing. Prior to reconmenci ng machine finishing, properly adjust or
repl ace the equiprment. |Imediately halt any operations which produce nore
than 3 mr 1/8 inch of nortar-rich surface (defined in paragraph Wak
Surfaces) and nodify the equi pnent, nixture, or procedures as necessary.
Conpensate for surging behind the screeds or extrusion plate and

settl enent during hardening and adjust the paving and fini shing nachi nes
so that the finished surface of the concrete (not just the cutting edges
of the screeds) is at the required line and grade. Maintain finishing
equi prent and tools clean and in an approved condition. Wter is not
allowed to be added to the surface of the slab with the finishing

equi pnment or tools, or in any other way, except for fog (mst) sprays
specified to prevent plastic shrinkage cracking.

.6.1 Machi ne Fini shing Wth Fi xed Forns

Repl ace machi nes that cause displacenent of the fornms. Only one pass of
the fixed formfinishing machine is all owed over each area of pavenent.
If the equi pment and procedures do not produce a surface of uniform
texture, true to grade, in one pass, imediately stop the operation and
adj ust the equi pment, m xture, and procedures as necessary.

.6.2 Machi ne Finishing with Slipform Pavers

perate the slipformpaver so that only a very mninum of additiona
finishing work is required to produce paverment surfaces and edges neeting
the specified tolerances. |Imediately nodify or replace any equi pnent or
procedure that fails to neet these specified requirenents as necessary.

A non-rotating pipe float can be used while the concrete is stil

plastic, to renove nminor irregularities and score marks. Only one pass of
the pipe float is allowed. |If there is concrete slurry or fluid paste on
the surface that runs over the edge of the paverment, imrediately stop the
pavi ng operation and nodify the equi prment, mxture, or operation to
prevent formation of such slurry. |Inmrediately renove any slurry which
runs down the vertical edges by hand, using stiff brushes or scrapers.
Slurry, concrete or concrete nortar is not allowed to build up along the
edges of the pavenent to conpensate for excessive edge slunp, either while
the concrete is plastic or after it hardens.

.6.3 Surface Correction and Testing

After all other finishing is conpleted but while the concrete is stil
plastic, elimnate mnor irregularities and score marks in the pavenent
surface by neans of cutting straightedges. Provide cutting straightedges
with a minimnumlength of 4 m 12 feet that are operated fromthe sides of

t he paverment or frombridges. Provide cutting straightedges operated from
the side of the pavenent equipped with a handle 1 n 3 feet |onger than
one-hal f the width of the pavenent. Test the surface for trueness with a
strai ghtedge held in successive positions parallel and at right angles to
the center line of the pavenent, and cover the whole area to detect
variations. Advance the straightedge al ong the paverment in successive
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stages of not nore than one-half the length of the straightedge.

Imredi ately fill depressions with freshly m xed concrete, strike off,
consolidate with an internal vibrator, and refinish. Strike off

proj ecti ons above the required el evation and refinish. Continue the
strai ghtedge testing and finishing until the entire surface of the
concrete is free from observabl e departure fromthe strai ghtedge and
conforms to the surface requirenments specified in paragraph SURFACE
SMOOTHNESS. This straightedging is not allowed to be used as a

repl acenent for the strai ghtedge testing of paragraph SURFACE SMOOTHNESS.
Use | ong-handled, flat bull floats very sparingly and only as necessary to
correct mnor, scattered surface defects. |If frequent use of bull floats
i s necessary, stop the paving operation and adjust the equi pment, m xture
or procedures to elininate the surface defects. Keep finishing with hand
floats and trowels to the absolute nmini mum necessary. Take extrene care
to prevent overfinishing joints and edges. Produce the surface finish of
t he paverment essentially by the finishing machi ne and not by subsequent
hand fini shing operations. Al hand finishing operations are subject to
approval .

.6.4 Hand Fi ni shi ng

Use hand finishing operations only as specified below Provide a work
bridge to be used as necessary for consolidation and pl acement operations
to avoid standing in concrete.

.6.4.1 Equi pnent and Tenpl ate

In addition to approved nechani cal internal vibrators for consolidating
the concrete, provide a strike-off and tanping tenplate and a | ongitudina
float for hand finishing. Provide a tenplate at |east 300 mr 1 foot

| onger than the wi dth of pavenment being finished, of an approved design
and sufficiently rigid to retain its shape, that is constructed of netal
or other suitable material shod with metal. Provide a |ongitudinal float
at least 3 m 10 feet long, of approved design, that is rigid and
substantially braced to nmaintain a plane surface on the bottom Gate
tanpers (jitterbugs) are not all owed.

.6.4.2 Fi ni shing and Fl oati ng

As soon as the plastic concrete is placed and consolidated, strike off the
concrete and screed to the cross section and to such el evati on above grade
t hat when consolidated and finished, the surface of the pavenent is at the
requi red el evati on. I mredi ately following the final tanping of the
surface, float the pavenent longitudinally from bridges resting on the
side forms and spanni ng but not touching the concrete. Do not advance the
floating operation nore than half the Iength of the float and continue
over the new and previously floated surfaces.

6.5 Texturing

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Select type of texturing desired, retain that
subpar agraph, and delete the others. Deternine the
type of texturing, if any, desired by the using
service. If no guidance is given, the usual default
nethod is a burlap drag.

For Armmy airfield paving projects, specify a burlap
drag texture.
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For Air Force airfield paving projects, do not
specify artificial turf, wire conb, or surface
groovi ng textures.

For Navy airfield paving projects, do not specify
wire comb or surface grooving textures.

Use Section 32 01 18.71 GROOVI NG OF Al RFlI ELD PAVI NG
to specify saw cut grooves.

Spring tine grooving is limted to use on roads and
streets only.

EE R R R S I R I R I R I R S R R R R O S R R S R R R R R R R R

Bef ore the surface sheen has di sappeared and before the concrete hardens
or curing conpound is applied, texture the surface of the pavenent as
descri bed herein. After the curing period is conplete, thoroughly power
broomall textured surfaces to renove all debris.

.6.5.1 Burl ap Drag Surface

Apply surface texture by draggi ng the surface of the paverment, in the
direction of the concrete placenent, with an approved burlap drag.

Qperate the drag with the fabric noist, and maintain the fabric clean
Change as required to keep clean. Performthe dragging so as to produce a
uni form fini shed surface having a fine sandy texture w thout disfiguring
mar ks.

.6.5.2 Br oom Text uri ng

Conpl ete broom ng before the concrete has hardened to the point where the
surface is unduly torn or roughened, but after hardening has progressed
enough so that the nortar does not flow and reduce the sharpness of the
scores. Overlap successive passes of the broomthe mni numnecessary to
obtain a uniformy textured surface. Wash broons thoroughly at frequent
intervals during use. Renmove worn or danmged broons fromthe job site.
Hand brooming is permtted only on isolated odd shaped sl abs or sl abs
where hand finishing is permtted. For hand broom ng, provide broonms with
handl es | onger than half the width of slab to be finished. Transversely
draw t he hand brooms across the surface fromthe center line to each edge
with slight overl appi ng strokes.

.6.5.3 Artificial Turf Drag Surface

[Apply artificial turf texture by dragging the surface of the pavenent in
the direction of concrete placenment with an approved, full-w dth,
artificial turf drag.]

.6.5.4 Wre-Conb Texturing

[Apply surface texture using an approved nechanical wire conb drag
operated to conb the surface transverse to the pavenent centerline.
Provi de a conb capable of traversing the full width of the pavenment in a
single pass at a uniformspeed and with a uniform pressure. Overlap
successi ve passes of the conb the m ni mum necessary to obtain a continuous
and uniformy textured surface. Conplete texturing before the concrete
has hardened to the point where the surface and edges are unduly torn, but
after hardening has progressed to the point where the serrations do not
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close up. Provide serrations 2 to 5 mr 1/16 to 3/16 inch deep, 1.5 to 3 mm
1/16 to 1/8 inch wide, and spaced 9.5 mr 3/8 inch apart. Produce

transverse texturing grooves in straight |lines across each lane within a

tol erance of plus or minus 13 nmr 1/2 inch of a true line.]

.6.5.5 Surface Grooving

[Goove the areas indicated on the drawings as required in 32 01 18.71
GROOVI NG OF Al RFlI ELD PAVEMENTS. ][ G oove the areas indicated on the
drawings with a spring tine drag produci ng individual grooves 6 mr 1/4 inch
deep and 6 mm 1/4 inch wide at a spaci ng between groove centerlines of 37
nr 1-1/2 inches. Cut grooves perpendicular to the centerline. Before
groovi ng begins, allow the concrete to attain sufficient strength to
prevent aggregate spalling. Do not cut grooves within 150 mr 6 inches of
a runway centerline, transverse joint, or crack; or through neoprene
conpressi on seals. Produce transverse texturing grooves in straight |ines
across each lane within a tolerance of plus or minus 13 mr 1/2 inch of a
true line.]

.6.6 Edgi ng

Bef ore texturing has been conpleted, carefully finish the edge of the

sl abs along the forns, along the edges of slipformed | anes, and at the
joints with an edging tool to forma smooth rounded surface of 3 nr 1/8
inch radius. Elimnate tool marks, and provide edges that are snmooth and
true to line. Water is not allowed to be added to the surface during
edging. Take extreme care to prevent overworking the concrete.

.6.7 Pavenment Penetrati ons

Construct recesses for the tie-down anchors, lighting fixtures, and ot her
outlets in the pavenent to conformto the details and di nensi ons shown.
Carefully finish the concrete in these areas to provide a surface of the
same texture as the surrounding area that is within the requirenents for
pl an grade and surface snpot hness.

T CURI NG

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Retain bracketed itemat end of first

par agr aph nmandati ng 24 hour noist cure only where
locally required and only where approved in writing
by the using service. Include nenbrane curing as a
choi ce of curing nethods.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

7.1 Protection of Concrete

Conti nuously protect concrete against |oss of noisture and rapid
tenperature changes for at |east 7 days fromthe conpletion of finishing
operations. Have all equiprment needed for adequate curing and protection
of the concrete on hand and ready for use before actual concrete placenent
begins. If any selected nmethod of curing does not afford the proper
curing and protection against concrete cracking, renove or replace the
danmaged pavenent, and provi de anot her nethod of curing as directed.
Acconplish curing by one of the foll owi ng nethods [except use only npi st
curing for the first 24 hours].
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7.2 Menbrane Curi ng

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Retain the first set of bracketed sentences
for Arny and Air Force jobs; retain the the second
set of bracketed sentences for Navy projects only.
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Apply a uni form coating of white-pigmented, menbrane-formng, curing
conpound to the entire exposed surface of the concrete as soon as the free
wat er has di sappeared fromthe surface after [finishing] [mpist curing
ceases]. Apply inmediately along the fornmed edge faces after the forns
are removed. Do not allow the concrete to dry before the application of
the menbrane. |f any drying has occurred, noisten the surface of the
concrete with a fine spray of water, and apply the curing conmpound as soon
as the free water disappears. Apply the curing compound to the finished
surfaces by nmeans of an approved automatic spraying machine. [ Apply the
curing conpound with an overl appi ng coverage that provides a two-coat
application at a coverage of 10 square neters per L 400 square feet per
gallon, plus or mnus 5.0 percent for each coat. A one-coat application
is allowed provided it is applied in a uniform application and coverage of
5 square neters per L 200 square feet per gallon, plus or mnus 5.0
percent is obtained.][ Apply the curing conmpound with a single overl apping
application that provides a uniformcoverage of 3.7 square neters per L
150 square feet per gallon.] The application of curing conpound by

hand- oper at ed, nechani cal powered pressure sprayers is permtted only on
odd wi dt hs or shapes of slabs and on concrete surfaces exposed by the
renoval of forms. Wen the application is made by hand- operated sprayers,
apply a second coat in a direction approximately at right angles to the
direction of the first coat. |If pinholes, abrasions, or other

di scontinuities exist, apply an additional coat to the affected areas
within 30 minutes. Respray curing conpound to concrete surfaces that are
subj ected to heavy rainfall within 3 hours after the curing conmpound has
been applied. Wthin the curing period, imediately respray areas where
the curing compound i s damaged by subsequent construction operations.
During the entire curing period, adequately protect nenbrane-cured
concrete surfaces from pedestrian and vehicular traffic, except as
required for joint-sawi ng operations and surface tests, and from any ot her
possi bl e damage to the continuity of the nenbrane.

. 7.3 Moi st Curi ng
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NOTE: For OCONUS projects using Silica Fune,
specify a mni num 24-hour noi st cure before applying
menbr ane curing conpound.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Mai ntain concrete to be noist-cured continuously wet for the entire curing
period, or until curing conpound is applied, comrencing i nmedi ately after
finishing. |If forms are renoved before the end of the curing period,
provi de curing on unforned surfaces, using suitable materials. Cure
surfaces by ponding, by continuous sprinkling, by continuously saturated
burlap or cotton mats, or by continuously saturated plastic coated
burlap. Provide burlap and nats that are clean and free from any

contam nati on and conpl etely saturated before being placed on the
concrete. Lap sheets to provide full coverage. Provide an approved
systemto provide continuous moist curing 24 hours per day and such that
the entire surface is wet.
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3.

3.

8 JANTS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Edit bracketed itens in foll ow ng
subparagraphs to conformto design requirenents.
Retain dowel s for construction joints.

For roads and streets, analyze the effect of tie
bars on the pavenent action and potential cracking
before requiring or permtting their use. Renpbve
joint types not required in the project.

EE R R S I R R I R I R I R S R R R O S R R I R I R R S R R R R

8.1 CGeneral Requirenments for Joints

Construct joints that conformto the locations and details indicated and
are perpendicular to the finished grade of the pavenent. Provide joints
that are straight and continuous fromedge to edge or end to end of the
paverment with no abrupt offset and no gradual deviation greater than 13 mr
1/2 inch. Were any joint fails to neet these tol erances, renove and

repl ace the slabs adjacent to the joint at no additional cost to the
Government. Changes fromthe jointing pattern shown on the drawi ngs are
not allowed without witten approval. Seal joints inmediately follow ng
curing of the concrete or as soon thereafter as weather conditions permt
as specified in Section 32 01 19.61 SEALING OF JONTS IN RId D PAVEMENT or
32 13 73.19 COVPRESSI ON CONCRETE PAVI NG JO NT SEALANT

.8.2 Longi t udi nal Construction Joints

Install dowels [or keys] [or tie bars] in the longitudinal construction
joints, or thicken the edges as indicated. Install [dowels] [tie bars] as
specified above. [If any length of conpleted keyway of 1.5 m 5 feet or
nore fails to nmeet the previously specified tolerances, install dowels in
that part of the joint by drilling holes in the hardened concrete and
grouting the dowels in place with epoxy resin.] After the end of the
curing period, saw |l ongitudi nal construction joints to provide a reservoir
at the top for sealant conforming to the details and di nmensions indicat ed.

.8.3 Transverse Construction Joints

Install transverse construction joints at the end of each day's placing
operations and at any other points within a paving | ane when concrete

pl acenent is interrupted for 30 minutes or longer. Provide transverse
construction joints by utilizing headers or by paving through the joint,
then full-depth sawcutting the excess concrete. Construct pavenent with
the paver as close to the header as possible, with the paver run out
conpl etely past the header. Provide transverse construction joints at a
pl anned transverse joint constructed as shown or, if not shown otherw se,
dowel | ed in accordance with paragraph DOAELS | NSTALLED | N HARDENED
CONCRETE, or paragraph FI XED FORM PAVI NG above

.8.4 Expansi on Joints

Provi de expansion joints where indicated, and about any structures and
features that project through or into the pavenent, using joint filler of
the type, thickness, and width indicated, and installed to forma

conpl ete, uniform separation between the structure and the pavenent or
bet ween two pavements. Attach the filler to the original concrete
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pl acenent wi th adhesi ve and nechani cal fasteners and extending to the ful
slab depth. Tightly fit adjacent sections of filler together, with the
filler extending across the full width of the paving | ane or other

conpl ete distance in order to prevent entrance of concrete into the
expansi on space. Finish edges of the concrete at the joint face with an
edger with a radius of 3 nr 1/8 inch. After placenent and curing of the
adj acent slab, sawcut the sealant reservoir depth fromthe filler.

.8.5 Slip Joints

Install slip joints where indicated using the specified materials. Attach
prefornmed joint filler naterial to the face of the original concrete

pl acenent wi th adhesi ve and nechani cal fasteners. Sawcut a 19 mr 3/4 inch
deep reservoir for joint sealant at the top of the joint. Finish edges of
the joint face with an edger with a radius of 3 nr 1/8 inch.

.8.6 Contraction Joints

Construct transverse and |ongitudinal contraction joints by an initia
sawcut in the concrete with a 3 mr 1/8 inch blade to the indicated depth.
During sawi ng of joints, and again 24 hours later, inspect all exposed

| ane edges for devel opnment of cracks below the saw cut, and i mediately
report results. |If there are nore than six consecutive uncracked joints
after 48 hours, saw succeeding joints 25 percent deeper than originally

i ndi cated at no additional cost to the Governnent. Vary the tinme of
initial sawi ng depending on existing and antici pated weather conditions to
prevent uncontrolled cracking of the pavenent. Comrence sawi ng of the
joints as soon as the concrete has hardened sufficiently to permt cutting
the concrete without chipping, spalling, or tearing. Inspect the sawed
faces of joints for undercutting or washing of the concrete due to the
early sawi ng, and delay sawing if undercutting is sufficiently deep to
cause structural weakness or excessive roughness in the joint. Continue
the sawi ng operation as required during both day and ni ght regardl ess of
weat her conditions. Saw the joints in the sequence of the concrete

pl acenent. Provide adequate lighting for night work. [Illum nation using
vehicle headlights is not pernitted. Provide a chalk line or other
suitable guide to mark the alignnent of the joint. Before sawing a joint,
exam ne the concrete closely for cracks, and do not saw the joint if a
crack has occurred near the planned joint location. Discontinue sawing if
a crack devel ops ahead of the saw cut. |Inmediately after the joint is
sawed, thoroughly flush the saw cut and adj acent concrete surface with

wat er and vacuumuntil all waste fromsawing is renoved fromthe joint and
adj acent concrete surface. Properly protect the concrete from danage and
cure at sawed joints. Tightly seal the top of the joint opening and the
joint groove at exposed edges with cord backer rod before the concrete in
the region of the joint is resprayed with curing conpound, and naintain
until renmpved inmredi ately before sawing the joint sealant reservoir
Respray the surface with curing conpound as soon as free water

di sappears. Seal the exposed saw cuts on the vertical faces of pilot

| anes with bitum nous mastic or nmasking tape. After expiration of the
curing period, widen the upper portion of the groove by sawi ng with ganged
di anond saw bl ades to the width and depth indicated for the joint sealer
Center the reservoir over the initial sawcut.

. 8.7 Thi ckened Edge Joints
Construct thickened edge joints as indicated on the drawings. G ade the

underlying material in the transition area as shown and neet the
requi renents for snoot hness and conpaction specified for all other areas
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of the underlying nmaterial.
.9 REPAI R, REMOVAL AND REPLACEMENT OF NEWLY CONSTRUCTED SLABS
. 9.1 Ceneral Criteria

Repair or renove and repl ace new pavenent sl abs as specified at no cost to
the Governnent. Renoval of partial slabs is not permitted. Prior to any
repairs, submit a Repair Recommendations Plan detailing areas exceeding
the specified limts as well as repair reconmendations required to bring
these areas within specified tol erances.

. 9.2 Repair of Free Edge Lane Vertical Faces

Repai r excessive edge slunmp and joint face deformation while concrete is
in a plastic state by approved nethods using fornms in accordance with
par agraph Forns for Fixed-Form Pavi ng.

.9.3 Sl abs with Cracks

The Governnment may require cores to be taken over cracks to determ ne
depth of cracking. Drill cores with a mninumdiameter of 150 mm 6 inches,
and backfill with an approved concrete mxture. Performdrilling of cores
and filling of holes at no expense to the Governnent. C ean cracks that

do not exceed 50 mr 2 inches in depth; then pressure inject full depth
with epoxy resin, Type |V, Gade 1. In lieu of injectable epoxy the

foll owi ng may be used:

a. For cracks of a width Iess than or equal to 0.4m0. 015 inch: A High
Mol ecul ar Wei ght Methyl Met hacryl ate (HWWMA) with a neat nononer
viscosity of less than or equal to 50 centipoise and greater than 5
centi poi se as neasured using ASTM D2196. |f measuring the viscosity
of a catalyzed or polynerization initiated HWWMA the viscosity as
nmeasured usi ng ASTM D2196 nust be | ess than or equal to 60 centi poise
and greater than 5 centi poi se.

b. For crack widths greater than 0.4mm0. 015 i nch: A HWWMA with a neat
nonomer viscosity of less than 300 centipoise as neasured using
ASTM D2196. The cured surface of the MVA nust be flush with the
surface of the surrounding PCC Plus or minus 1.5nml/16 inch.

c. Do not apply HWWMA to surfaces larger than 25 square feet 2.3 square
neter prior to 70 days of curing of the PCC. Performa test section
with the HWWMA product nanufacturer's representative present before
producti on application in the presence of the governnent.

Renove and repl ace sl abs containing cracks deeper than 50 mr 2 inches.
.9.4 Renoval and Repl acenent of Full Sl abs

Renove new or existing slabs danaged during construction that contain nore
than 15.0 percent of each longitudinal or transverse joint edge spalled.
VWhere it is necessary to renove full slabs, renove in accordance with

par agraph Removal O Existing Pavenent Slab bel ow. Renove and repl ace
full depth, by full width of the slab, and extend to each origina

joint. Conpact and shape the underlying material as specified in the
appropriate section of these specifications, clean the surfaces of al

four joint faces of all |oose material and contaninants, and coat with a
doubl e application of nenbrane form ng curing conpound as a bond breaker
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and to protect concrete that has not been cured for at |east 7 days.
Install dowels of the size and spacing as specified for other joints in
simlar pavenment by epoxy grouting theminto holes drilled into the

exi sting concrete using procedures as specified in paragraph PLACH NG
DOAELS[ AND Tl E BARS], above. Provide dowels for all four edges of the
new slab. Cut off original damaged dowel s[ or tie bars] flush with the
joint face. Lightly oil or grease protruding portions of new dowels.

Pl ace concrete as specified for original construction. Take care to
prevent any curing conpound from contacting dowels[ or tie bars]. Prepare
and seal the resulting joints around the new slab as specified for
original construction

.9.5 Repairing Spalls Along Joints

Repair spalls along joints to be sealed to a depth to restore the ful
joint-face support prior to placing adjacent pavenent. Were directed,
repair spalls along joints of new slabs, al ong edges of adjacent existing
concrete, and along parallel cracks by first making a vertical saw cut at
least 75 mr 3 inches outside the spalled area and to a depth of at | east
50 mr 2 inches. Provide saw cuts consisting of straight [ines formng
rectangul ar areas wi thout saw ng beyond the intersecting saw cut. Chip
out the concrete between the saw cut and the joint, or crack, to renove
all unsound concrete and into at least 13 mr 1/2 inch of visually sound
concrete. Thoroughly clean the cavity thus fornmed with high pressure
water jets supplenented with oil-free conpressed air to renove all | oose
material. |Immediately before filling the cavity, apply a prine coat to
the dry cleaned surface of all sides and bottom of the cavity, except any
joint face. Apply the prine coat in a thin coating and scrub into the
surface with a stiff-bristle brush. Provide prine coat for portland
cenent repairs consisting of a neat cenent grout and for epoxy resin
repairs consisting of epoxy resin, Type IIl, Grade 1. Fill the prepared
cavity with naterial identified in Table 16 based on the cavity vol une.

TABLE 17

SPALL REPAI RS

Vol ume of Prepared Cavity After Renoval Mat eri al
Operations
| ess than 0.00085 cubic neter 0.03 cubic epoxy resin nortar or epoxy resin or
f oot | atex nodified nortar
0. 00085 cubic neter 0.03 cubic foot and portland cenment nortar

0.009 cubic neter 1/3 cubic foot

nmore than 0.009 cubic neter 1/3 cubic foot |portland cement concrete or |atex
nodi fied nortar

Provi de portland cement concretes and nortars that consist of very |ow
slunp m xtures, 13 mr 1/2 inch slunmp or |ess, proportioned, mxed, placed,
consol i dated by tamping, and cured, all as directed. Provide epoxy resin
nortars made with Type |1, Gade 1, epoxy resin, using proportions and

m xi ng and pl aci ng procedures as reconmmended by the nanufacturer and
approved. Proprietary patching materials may be used, subject to
Covernment approval. Place the epoxy resin materials in the cavity in
layers with a maxi numthickness of 50 mr 2 inches. Provide adequate tine
bet ween pl acenent of additional |ayers such that the tenperature of the
epoxy resin naterial does not exceed 60 degrees C 140 degrees F at any
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3.

time during hardening. Provide nechanical vibrators and hand tanpers to
consol idate the concrete or nortar. Renpbve any repair material on the
surroundi ng surfaces of the existing concrete before it hardens. \ere
the spalled area abuts a joint, provide an insert or other bond-breaking
medi umto prevent bond at the joint face. For existing joints, seal the
bottom contraction crack with backer rod to prevent instrusion of priner
or nortar. Saw a reservoir for the joint sealant to the dinmensions
required for other joints. Thoroughly clean the reservoir and then sea

with the sealer specified for the joints. |In lieu of sawing, spalls and
popouts, less than 150 nr 6 inches in maxi mum di mensi on and not adj acent
to a joint, may be prepared by drilling a core 50 mr 2 inches in dianeter

greater than the size of the defect, centered over the defect, and 50 nmr 2
i nches deep or 13 nmr 1/2 inch into sound concrete, whichever is greater
Repair the core hole as specified above for other spalls.

.9.6 Weak Surf aces

Weak surfaces are defined as nortar-rich, rain-damaged, uncured, or
cont ai ni ng exposed voi ds or deleterious materials. Rain damaged pavenent

i s pavenent with coarse aggregate exposed at the surface. Cores eval uated
by a qualified petrographer to contain carbonation to a depth greater than
3 mr 1/8 inch or Mbhs hardness of |ess than 2, when tested in accordance
wi th ASTM C1895, are al so considered rain damaged. A nortar-rich surface is
defined as pavenent deficient in plus 4.75 nmU. S. No. 4 sieve size
aggregate. Dianond grind slabs containing weak surfaces | ess than 6 mr
1/4 inch thick to renove the weak surface. Dianond grind in accordance
wi t h paragraph Di anond Ginding O PCC Surfaces. All dianond ground areas
are required to neet the thickness, snoothness and plan grade criteria
specified in PART 1 GENERAL. Renove and repl ace sl abs contai ni ng weak
surfaces greater than 6 mr 1/4 inch thick

. 9.7 Repair of Pilot Lane Vertical Faces

Repai r excessive edge slunmp and joint face deformation while concrete is
in a plastic state by approved nethods.

10 EXI STI NG CONCRETE PAVEMENT REMOVAL AND REPAI R

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Make sufficient exploration (not just
reference to as-built drawi ngs) to know exactly what
the in-place existing pavenent thickness and

| oad-transfer are at the jointing area--such as
dowel s, keys, tie bars--and its condition

Normal Iy, the joint between the new pavenment and

exi sting pavement is nmade at an existing joint in
the old pavenment. Coordinate with Section 02 41 00
DEMOLI TI ON

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

Denolition of existing operational pavenent is not allowed prior to
approval of the Proportioning Studies. Renove existing concrete pavenent
at locations indicated on the drawings. Prior to comrenci ng pavenent
renoval operations, inventory the pavenent distresses (cracks, spalls, and
corner breaks) along the pavenent edge to remmin. After pavenent renoval,
survey the remai ni ng edge again to quantify any damage caused by renoval
operations. Performboth surveys in the presence of the Government.
Performrepairs as indicated and as specified herein. Carefully contro
all operations to prevent damage to the concrete pavenent and to the
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underlying material to remain in place. Performall saw cuts
perpendi cul ar to the slab surface, form ng rectangul ar areas. Perform al
exi sting concrete pavenent repairs prior to paving adjacent |anes.

3.10.1 Renoval of Existing Pavenment Sl ab

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

NOTE: Make the second saw cut at a distance from
the joint with a wheel saw which produces a 38 mr
1-1/2 inches or wi der kerf and better prevents
stress from propagati ng across the saw cut. Specify
wheel saw for Arny and Air Force projects. Specify
di amond saw for Navy projects.

EE R R R S I R I R I R I R S R R R R O S R R S R R R R R R R R

VWhen exi sting concrete pavenent is to be rempved and adj acent concrete is
to be left in place, performthe first full depth saw cut on the joint

bet ween the renoval area and adjoi ni ng paverment to stay in place with a
standard di anond-type concrete saw. Next, performa full depth saw cut
parallel to the joint that is at |east 600 m 24 inches fromthe joint and
at least 150 mr 6 inches fromthe end of any dowels with a [wheel saw]

[di amond saw] as specified in paragraph SAW NG EQU PVMENT. Renove al
paverment beyond this |ast saw cut in accordance with the approved
denolition work plan. Renove all pavenent between this |ast saw cut and
the joint line by carefully pulling pieces and bl ocks away fromthe joint
face with suitable equi pnent and then picking themup for renmoval. In
l[ieu of this nethod, this strip of concrete nmay be carefully broken up and
renoved using hand-held jackhamers, 14 kg 30 I b or less, or other
approved |ight-duty equi pnent which does not cause stress to propagate
across the joint saw cut and cause distress in the pavenent which is to
remain in place. In lieu of the above specified renoval nethod, the slab
may be sawcut full depth to divide it into several pieces and each piece
lifted out and renmoved. Use suitable equiprment to provide a truly
vertical lift, and safe Iifting devices used for attachnent to the slab

.10.2 Edge Repair

Protect the edge of existing concrete pavenent agai nst which new pavenent
abuts from damage at all tines. Renobve and replace slabs which are
damaged during construction as directed at no cost to the CGovernnent.
Repair of previously existing damaged areas is considered a subsidiary
part of concrete pavenent construction. Saw off all exposed keys and
keyways full depth.

.10.2.1 Spal | Repair

Repair spalls caused by construction activities if less than 15.0 percent
of any slab's edge. Provide repair materials and procedures as previously
specified in paragraph, Repairing Spalls Along Joints. Renove and replace
full slabs if spalls exceed 15.0 percent of any slab's edge as specified

i n paragraph, Rempval and Repl acenent of Full Sl abs.

.10.2.2 Under break and Underlying Materi al

Repair all underbreak by renoval and repl acenent of the damaged slabs in
accordance with paragraph REMOVAL AND REPLACEMENT OF FULL SLABS above
Protect the underlying material adjacent to the edge of and under the
exi sting pavement which is to remain from damage or di sturbance during
renoval operations and until placenent of new concrete, and shape as
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directed. Maintain sufficient underlying material in place outside the
joint line to conpletely prevent disturbance of material under the
pavermrent which is to remain in place. Renove and replace any slab with
underlying material that is disturbed or loses its conpaction

3.11 PAVEMVENT PROTECTI ON

Exclude traffic fromthe new pavenent by erecting and naintaining
barricades and signs until the concrete is at |east 14 days old, or for a
| onger period if so directed. As a construction expedi ent in paving

i nternedi ate | anes between newl y paved pilot |anes, operation of the
haul i ng and pavi ng equi pnment is pernmitted on the new pavenent after the
paverment has been cured for 7 days, the joints have been seal ed or

ot herwi se protected, the concrete has attained a mnimumfield cured
flexural beam strength of 3.8 MPa 550 psi and approved means are provided
to prevent damage to the slab edge. Fabricate and field cure specinens in
accordance with ASTM C31/C31N. Continuously maintain all new and existing
pavenment carrying construction traffic or equi pnent conpletely clean, and
clean up spillage of concrete or other materials i mediately upon
occurrence. Take special care in areas where traffic uses or crosses
active airfield pavenent. Power broom other existing pavenents at | east
daily when traffic operates. For fill-in |anes, provide equipnent that
does not damage or spall the edges or joints of the previously constructed
paverment. Protect the pavenent against all damage prior to fina
acceptance of the work by the Government. Placenent of aggregates,

rubble, or other simlar construction materials on airfield pavenents is
not al | owed.

3.12 TESTI NG AND | NSPECTI ON FOR CONTRACTOR QUALI TY CONTROL DURI NG
CONSTRUCTI ON

3.12.1 Testing and | nspection by Contractor

During construction, perform sanpling and testing of aggregates,
cenentitious materials (cement, slag cement, and pozzol an), and concrete
to determne conpliance with the specifications. Provide facilities and
| abor for procurement of representative test sanples. Furnish sanpling
platforns and belt tenplates to obtain representative sanpl es of
aggregates fromcharging belts at the concrete plant. otain sanples of
concrete at the point of delivery to the paver. Testing by the Governnment
in no way relieves the specified testing requirenments. Performthe

i nspection and tests described bel ow, and based upon the results of these
i nspections and tests, take the action required and subnmit reports as
required. Performthis testing regardl ess of any other testing perforned
by the Governnent, either for pay adjustment purposes or for any other
reason. Include stationing for all sanpling and testing.

3.12.2 Testing and | nspection Requirenents
Perform CQC sanpling, testing, inspection and reporting in accordance with

the followi ng Tabl e. Retest aggregate sources and stockpiles in accordance
with Table 17 if not used within the previous 3 nonths.
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TABLE 18

TESTI NG AND | NSPECTI ON REQUI REMENTS

Frequency

Test Met hod

Control Limt

‘Oorrective Action

Fi ne Aggregate Gradation and Fi neness Modul us

2 per lot ASTM C136/ C136M 9 of 10 tests vary less Retest, resolve, retest
sanpl e at belt than 0.15 from aver age
Qutside limts on any Ret est
si eve
2nd gradation failure Stop, resolve, retest
1 per 10 ASTM C117 Qutside limts on any Ret est
gradati ons si eve
2nd gradation failure Stop, repair, retest
Coarse Aggregate Gradation (each aggregate size)
2 per lot ASTM C136/ C136M Qutside limts on any Ret est
sanpl e at belt si eve
2nd gradation failure report to COR, correct
2 consecutive averages report to COR, stop ops,
of 5 tests outside limts |repair, retest
1 per 10 ASTM C117 Qutside limts on any Ret est
gradati ons si eve
2nd gradation failure report to COR, correct
2 consecutive averages report to COR, stop ops,

of 5 tests outside limts

repair, reverify all
operations

Workabi lity Factor and Coarseness Factor Conputation

Sanme as
C. A and
F. A

see paragraph
AGGREGATES

Use individual C A and
F. A, gradations.

Conbi ne usi ng batch
ticket percentages
(average of aggregate
percent ages from 3
before and 3 after
sanpling).

Tol erances: plus or

m nus 3 points on W
plus or mnus 5 points
on CF from approved

adj usted mi x design

val ues; only the portion
of the tol erance box
within the parallel ogram
is available for use

Check batching tol erances,
recali brate scal es

2 consecutive averages
of 5 tests outside limts

St op production paving,
report to COR and revise
mat eri al s and operations
to be in conpliance prior
to restarting production
pavi ng
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TABLE 18

TESTI NG AND | NSPECTI ON REQUI REMENTS

Fr equency Test Met hod ‘Cbntrol Limit ‘Cbrrective Action
Aggregate Del eterious, Quality, and ASR Tests
Every 30 see paragraph Stop production, retest,
days of AGGREGATES repl ace aggregate
concrete Increase testing interva
producti on to 90 days if previous 2
tests pass
Pl ant - Scal es, Wi ghing Accuracy
Mont hl y NRMCA QC 3 Stop plant ops, repair,
recalibrate
Pl ant - Batching and Recordi ng Accuracy
Weekl y Recor d/ Report Recor d Stop plant ops, repair,
requi red/ recorded/ act ual recalibrate
bat ch mass
Plant - Batch Plant Contro
Every | ot Recor d/ Report Record type and anmpunt of
each material per |ot
Plant - Mxer Uniformity - Stationary M xers

Before test
section and
Every 4
nont hs
during
pavi ng or
Every 6
nmont hs when
not
generating

CCE CRD-C 55

After initial approval
use abbrevi at ed net hod

Increase mxing tine,
change bat chi ng sequence
reduce batch size to bring
into conpliance. Retest

production

pavi ng

Plant - Mxer Uniformity - Truck M xers

Every 4 ASTM C94/ C94M Random sel ecti on of I ncrease nmixing tineg,

nont hs truck. change bat chi ng sequence
during reduce batch size to bring
pavi ng into conpliance. Retest

Concrete M xt

ure -

Ai r Cont ent
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TABLE 18

TESTI NG AND | NSPECTI ON REQUI REMENTS
Frequency Test Met hod Control Limt Corrective Action
When test ASTM C231/ C231M I ndi vi dual test control Adj ust AEA, retest
speci mens sanpl e at point chart: Warning plus or
prepared of discharge mnus 1.0
pl Uz 2 :M thin the paving [1gividual test control Halt operations, repair,
Irg? om per ane chart: Action plus or r et est

mnus 1.5

Range between 2
consecutive tests:
Warning plus 2.0

Recal i brat e AEA di spenser

Range between 2
consecutive tests:
Action plus 3.0

Hal t operati ons,
ret est

repair,

Concrete M xture -

Unit Weight and Yield

Sane as Air
Cont ent

ASTM C138/ C138M
sanpl e at point
of di scharge
within the paving
| ane

I ndi vi dual test basis:
Warning Yield mnus O or
plus 1 percent

Check batching tol erances

I ndi vi dual test basis:
Action Yield mnus 0 or
plus 5 percent

Hal t operations

Concrete M xture - Slunp

When test
speci nens
prepared
plus 4
random per
| ot

ASTM C143/ C143M
sanpl e at point
of di scharge
within the paving
| ane

I ndi vidual test control
chart: Upper Warning
slipformmnus 13 mm 1/2
inch bel ow max fi xed
form37 mm 1.5 inches

Adj ust batch nasses within
max WCratio

hand pl acenent 64 mm 2.5

i nches

I ndi vi dual test control St op operations, adjust,
chart: Upper Action at ret est

maxi mum al | owabl e sl unp

Range between each Stop operations, repair,

consecutive test: 38

1-1/ 2 inches

mm

ret est

Concrete M xture -

Tenper ature

When test
speci mens
prepared

ASTM C1064/ C1064M
sanpl e at point

of di scharge
within the paving
| ane

See par agraph WEATHER LI M TATI ONS

Concrete M xture - Strength

8 per |ot ASTM C31/ C31M See par agraph CONCRETE STRENGTH TESTI NG for CQC
sanpl e at point
of di scharge Perform fabrication of strength speci nens and
within the paving |initial cure outside the paving |ane and w thin 300
| ane m 1, 000 feet of the sanpling point.

Paving - I nspection Before Paving
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TABLE 18

TESTI NG AND | NSPECTI ON REQUI REMENTS

Frequency Test Met hod Control Limt Corrective Action
Prior to Report I nspect underlying

each paving materials, construction

operation joint faces, forns,

rei nforcing, dowels, and
enbedded itens

Paving - Inspection During Paving

Duri ng Moni tor and control
pavi ng pavi ng operati on,
operation i ncl udi ng pl acenent,

consol i dati on,
finishing, texturing,
curing, and joint saw ng.

Paving - Vibrators

Weekl y CCE CRD- C 521 Test frequency (in Repair or replace
during concrete), and anplitude |defective vibrators.
pavi ng (in air), average

measurenment at tip and

head.
Moi st Curing
2 per lot, Vi sual Repair defects, extend
mn 4 per curing by 1 day

Nenmbr ane Conmpound Curi ng

Dai |y Vi sual Cal cul ate coverage based |Respray areas where
on quantity/area coverage defective.
Recal i brat e equi pnment

Col d Weat her Protection
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TABLE 18

TESTI NG AND | NSPECTI ON REQUI REMENTS

Frequency Test Met hod Control Limt Corrective Action

Once per day|Visual Repair defects, report
conditions to COR

3.12.3 Control Charts

Mai ntain linear control charts for fine and coarse aggregate gradation,
conbi ned gradati on coarseness factor/workability factor, slunp, air
content, unit weight, yeld, and 7 and 14 day flexural strengths.

Post the control charts as directed and maintain current at all tines.
Identify the following on the control charts: the project nunber, the test
par amet er being plotted, the individual sanmple nunbers, the Warning and
Action Limts listed in Table 17 applicable to the test paraneter being
plotted, and the test results. Use the control charts as part of the
process control systemfor identifying trends so that potential problens
can be corrected before they occur. Make deci sions concerning m x

nodi fications based on analysis of the results provided in the contro
charts.

3.12. 4 Concrete Strength Testing for CQC

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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NOTE: |f paragraph FLEXURAL STRENGTH AND THI CKNESS
is based on 28-day flexural strength for acceptance,
nodi fy this subparagraph to match it. The first
option "Cylinders/Beans" includes itens a through g;
the second option "Beans" includes listing a through
f.

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

Perform Contractor Quality Control operations for concrete strength
consi sting of the follow ng steps:

a.

Take sanples for strength tests at the paving site. Fabricate and
cure test cylinders in accordance with ASTM C31/C31lV, test themin
accordance with ASTM C39/ C39V

Fabricate and cure 2 test cylinders per sublot fromthe same batch or
truckl oad and at the sanme time acceptance cylinders are fabricated and
test them for conpressive strength at 7-day age.

Average all 8 conpressive tests per lot. Convert this average 7-day
conpressive strength per lot to equivalent [28] [90]-day flexura
strength using the Correlation Ratio determ ned during m xture
proportioning studies.

Conpare the equival ent [28] [90]-day flexural strength fromthe
conversion to the required average CQC fl exural strength,
Ra.

If the equival ent average [28][90]-day strength for the lot is bel ow
the required average CQC flexural strength, Ra, by 138 kPa 20 psi
flexural strength or nore, at any tine, adjust the m xture to increase
the strength, as approved.

Fabricate and cure two beans for every 1500 cubic nmeters 2000 cubic
yards of concrete placed. Fabricate and cure in accordance with

ASTM C31/ C31NV; test at 14-days of age in accordance with ASTM C78/ C78N
Use the flexural strength results to verify the cylinder-beam
acceptance correlation ratio.

Mai ntai n up-to-date control charts for strength, showi ng the 7-day CQC
conpressive strength, the 14-day conpressive strength (from acceptance
tests) and the [28] [90]-day equivalent flexural strength of each of
these for each lot.]

Take samples for strength tests at the paving site. Fabricate and
cure test beans in accordance with ASTM C31/ C31ll;, test themin
accordance with ASTM C78/ C78VN

Fabricate and cure 2 test beans per sublot fromthe sane batch or
truckl oad and at the sane tinme acceptance beans are fabricated and
test themfor flexural strength at 7-day age.

Average all 8 flexural tests per lot. Convert this average 7-day
flexural strength per lot to equivalent [28] [90]-day flexura
strength using the Correlation Ratio determ ned during m xture
proportioning studies.

Conpare the equivalent [28] [90]-day flexural strength fromthe
conversion to the required average CQC flexural strength, Ra
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e. |If the equivalent average [28] [90]-day strength for the lot is bel ow
the required average CQC flexural strength, Ra, by 490 kPa 69 ps
flexural strength or nore, at any tinme, adjust the mixture to increase
the strength, as approved.

f. Miintain up-to-date control charts for strength, showing the 7-day CQC
flexural strength, the Ratio of the 14-day flexural strength to the
[28] [90]-day flexural strength (from acceptance tests), and the [28]
[90] -day flexural strength (from acceptance tests) of each of these
for each lot.]

3.12.5 Reports

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: The first bracket is default. Before

sel ecting the second bracket, obtain approval from
t he TSMCX, AFCEC pavenent SME, or NAVFAC. The
second bracket is only to be utilized when revi ewed
and approved by the agency's SME

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Report all results of tests or inspections conducted as they are conpleted
and in witing daily. Post updated control charts and identify accepted
paving lots on the detail ed pavi ng sequence pavi ng plan covering the
entire period fromthe start of paving through the current week. These
requi renents do not relieve the obligation to report failures i mediately
as required in precedi ng paragraphs and Section 01 45 00 QUALI TY CONTROL.
Confirmreports of failures and the corrective action taken in witing in
the daily Quality Control reports and within each respective Paving Lot
Report. Conpile, reduce, analyze and conpute pay adjustnent factors for
all associated test data collected on each paving |ot.

Submit conpl ete and conprehensive Paving Lot Reports for the test section
and production paving within [16][ ]days after the conpletion of the
pl acenent.[ Do not place an adjacent or contiguous lane/lot prior to
provi di ng required pavenent data identified in itens a.-y. conformng to
the acceptance criteria. Paynment will not be made until all required data
identified in items a.-y. has been submitted and reviewed by the
government.][ Adjacent or contiguous |ane/lot can be placed after
government receipt of prelimnary pavenent data to include itens
k.-g.,r.-u.,w., and y. Paynent will not be nade until all required | ot
data identified initens a.-y. has been submtted and revi ewed by the
government.] Organize each Paving Lot Report by the follow ng specific
items. The list belowis not all inclusive. Add tests and inspections as
appropriate for each specific paving | ot constructed.

Tabl e Summary of paynment adjustnent factors and pass/fail factors
Detailed Placenent Plan, labeling |ots/sublots with stationing. Identify
core |locations, and testing |ocations.

Provide narrative addressing the followi ng at a mni num

a. Protective Measures: Rain, Cold, Hot and/or wi ndy on-site conditions
i ncludi ng evaporation rates, high/low anbi ent tenperature.
Post - Production protection and traffic control

b. Success, failures, and issues encountered during all operations
associated with the placenent to include, but not limted to,
bat chi ng, transporting, paving, texturing and curing.!|nclude any
process control changes that were necessary to neet specified
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tol erances.

c. Stockpile Managenent before and during placenent.

d. Initial saw cutting operation to include start and finish tines (early
entry or wet dianond, flushing and vacuum ng, backer rod installation
and reapplication of curing conpound).

e. Finishing operations (cutting straight-edge, automatic |ongitudina
float, edging tool, mininmal hand work and excess paste).

f. Texturing operations to include start and finish tines.

g. Curing operations to include start and finish tinmes.

h. Environmental conditions of initial cure facility to include Iocation
and tenperat ures.

i. Planned correction(s) or correction(s) conpleted

j. Dowel installation

Provi de required inspection docunentation for the following at a m ni mum

k. Batch Plant, Equipnment, and Curing Equi pnent Verification

|. Dowel Baskets, forms, reinforcing, enmbeds and bl ock-outs

m Summary of recent underlying material test results show ng conpliance.
Include information such as submittal nunbers or date of daily
report(s) where the detailed testing data is |ocated.

Quality Control Testing

n. PCC Plastic Mxture Properties (tenperature, air content, slunp, unit
wei ght)

0. Aggregate gradation test results and CF W pl ot

p. Control Charts

g. Joint Crack Tracking and Record

Accept ance Testing (before and after corrections)

r. Surface Snoothness test results (strai ghtedge and profilograph) in
both I ongitudi nal and transverse directions.

s. Edge Slump test results(identify excessive, lost and rebuilt edge(s)).

Joint Face Deformation test results.

u. Plan Grade: table providing x, y, and el evation val ues versus design
val ues signed by |icensed surveyor.

v. Strength: beanfcylinder strength results (with updated correlation
rati os and control chart).

w. Cores: Locations/Stationing of cores shown on Placenent Plan
t hi ckness neasurenents, photos and eval uati on of cores.

x. Dowel holes, and dowel alignnent

y. Legible copies of batch tickets. Tickets should include all required
data, tinme received, and tinme discharge conpl et ed.

—

-- End of Section --

SECTION 32 13 14.13 Page 98



