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NOTE: This guide specification covers requirenents
for fiberglass reinforced plastic (FRP) gratings.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenments by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate informtion.

Renove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)
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NOTE: Units of work normally included in this
section should be FRP itens that require specific
fabrication to nmeet the desired project requirenments.
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NOTE: Show the follow ng information on the
dr awi ngs:

1. Location and configuration of all FRP grates.
2. Al sizes and di nmensions.
3. Special fastenings, attachnents, or anchoring.

4. Location and special details of expansion joint
covers.

SECTION 06 73 01 Page 2



5. Connection details, other than manufacturer's
standard details for grating.

8. Locations and details of renpvabl e sections of
handr ai | s.
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PART 1 GENERAL

This Section includes, but is not limted to, new fiberglass reinforced
plastic (FRP) grating for elevated platforns and wal kways.

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

AVERI CAN SOCI ETY OF ClVIL ENG NEERS ( ASCE)

ASCE 7-22 (2022; Supp 1 2023; Supp 2 2023) M ni mum
Desi gn Loads and Associated Criteria for
Bui | di ngs and Ot her Structures

ASTM | NTERNATI ONAL ( ASTM

ASTM D635 (2018) Standard Test Method for Rate of
Burni ng and/ or Extent and Ti ne of Burning
of Plastics in a Horizontal Position

ASTM D696 (2016) Standard Test Method for
Coefficient of Linear Thernmal Expansion of
Pl astics Between -30 degrees C and 30
degrees C Wth a Vitreous Silica
Di | at omet er

ASTM DO53 (2019) Standard Test Method for
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Pin-Bearing Strength of Plastics

ASTM D2344/ D2344M (2016) Standard Test Method for Short-Beam
Strength of Polymer Matrix Conposite
Materials and Their Lami nates

ASTM D2863 (2019) Standard Test Method for Measuring
the M ni mum Oxygen Concentration to
Support Candl e-Li ke Conbustion of Plastics
(Oxygen | ndex)

ASTM D3039/ D3039M (2017) Standard Test Method for Tensile
Properties of Polyner Matrix Conposite
Material s

ASTM D7264/ D7264M (2021) Standard Test Method for Flexural
Properties of Polyner Matrix Conposite
Material s

ASTM D7869 (2017) Standard Practice for Xenon Arc

Exposure Test with Enhanced Light and
WAt er Exposure for Transportation Coatings

ASTM E84 (2023) Standard Test Method for Surface
Burni ng Characteristics of Building
Material s

ASTM E662 (2021a; E 2021) Standard Test Method for

Specific Optical Density of Snoke
Cenerated by Solid Materials

ASTM G154 (2023) Standard Practice for Qperating
Fl uorescent U traviolet (UV) Lanp
Appar atus for Exposure of Materials

| NTERNATI ONAL CODE COUNCI L (1 CC)
I CC IBC (2024) International Building Code
U. S. DEPARTMENT OF DEFENSE ( DOD)

SMP 800-C Bombar di er Test Method for Toxic Gas
Ceneration from Material Conbustion

UNDERWRI TERS LABORATORI ES (UL)

UL 94 (2023; Reprint Jan 2024) UL Standard for
Safety Tests for Flanmability of Plastic
Materials for Parts in Devices and
Appl i ances

.2 SUBM TTALS
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NOTE: Review Submittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submttal
items in the text, to reflect only the submttals
required for the project. The CGuide Specification
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technical editors have classified those itens that
requi re Governnent approval, due to their conplexity
or criticality, with a "G" Cenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G’ to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals
requi red as proof of conpliance for sustainability
@Quiding Principles Validation or Third Party
Certification and as described in Section 01 33 00
SUBM TTAL PROCEDURES.
Choose the first bracketed itemfor Navy and Air

Force projects, or choose the second bracketed item
for Arny projects.
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Covernment approval is required for submittals with a "G' or "S"
classification. Subnittals not having a "G' or "S" classification are
[for Contractor Quality Control approval.][for information only. Wen
used, a code following the "G' classification identifies the office that
will reviewthe submttal for the Governnment.] Subnmit the following in
accordance with Section 01 33 00 SUBM TTAL PROCEDURES:
SD- 02 Shop Drawi ngs
Install ati on Drawi ngs, Tenplates, and Directions; C, [__ 1]
SD- 03 Product Data
FRP Grating; ¢, [ 1]
Cdips and Anchorage; ¢, [ 1]
SD- 06 Test Reports
Bearing Strength Testing
Fl exural Properties
U traviolet Testing

Shear Strength

Tensile Properties
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1

Toxicity Testing
Coefficient of Lineal Thermal Expansion
Fl ame Spread Testing
SD-07 Certificates
Manuf acturer's Sanple Warranty
Manufacturer's Certification of State Product Approva
Certification of Anchorage System conpliance with ASCE 7-22

Proof of Certification froma mninmmof two quality assurance
progranms for its facilities or products (UL, DNV, ABS, USCG AARR)

SD- 08 Manufacturer's Instructions
Shi ppi ng, Handl i ng, and Erection Procedures
Care and Mai ntenance |nstructions
SD- 09 Manufacturer's Field Reports
Manuf acturer's Certification of Installation
SD-11 C oseout Subnmittals
Manuf acturer's Warranty

3 QUALI TY CONTRCL

kkhkkhkkhkkhhkkhhkkhhkhhkhhkhhkhkhhkhhkhhkhhkhhkhhkhkdhhkhhkhhkhhkhhkhkkhkhkkhhkk hkrhkhhkhhkhkhkhkk kkkihkihkihkhkk khkkikkikki*x*%

NOTE: For jobs in lceland, in lieu of AWS wel ders
and i nspectors, use "Technol ogical Institute of
I cel and"-certified wel ders and inspectors.

kkhkkhkkhkkhhkkhhkkhhkhhkhhkhhkhkhhkhhkhhkhhkhhkhhkhkdhhkhhkhhkhhkhhkhkkhkhkkhhkk hkrhkhhkhhkhkhkhkk kkkihkihkihkhkk khkkikkikki*x*%

Provide itenms by manufacturers having a mni num of [10][ ] years of
experience in the design and nmanufacture of simlar products and systens.
In addition, if requested, provide a record of at least [five]] ]
separate, simlar, successful installations in the last [5]] ] years.
Submit manufacturer's catal og data, to include two copies of the

manuf acturer's specifications, |oad tables, dinension diagranms, and anchor
details for the following itens:

a. FRP Grating

b. dips and Anchorage

Provide [3]] ]-year manufacturer's linted warranty on all FRP
products agai nst defects in materials and worknmanship. Submt the
Manuf acturer's Sanple Warranty before work starts.

Submit installation drawings, tenplates, and directions for installing

anchor ages, including sleeves, concrete inserts, anchor bolts, and itens
with integral anchors, that are enbedded in concrete or masonry.
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Submit Certification of Anchorage System conpliance with ASCE 7-22.
Deliver such items to the Contracting Oficer and the project site before
installation starts.

Ensure that the manufacturer is certified to | SO 9001-2008.[ Submt the
Manufacturer's Certification of State Product Approval.][ Submt the
Proof of Certification froma mninmmof two quality assurance prograns
for its facilities or products (UL, DNV, ABS, USCG AARR).

111.4 DELI VERY, HANDLI NG, AND STORAGE

Submit the manufacturer's recomendations for shipping, handling, and
erection procedures, and care and nai ntenance instructions. Deliver

manuf actured materials in original, unbroken pallets, packages,

contai ners, or bundl es bearing the | abel of the manufacturer. Ensure that
al | adhesives, resins, and their catalysts and hardeners are crated or
boxed separately, and noted as such

Handl e all materials to prevent abrasion, cracking, chipping, tw sting,
ot her deformati ons, and other types of damage. Store adhesives, resins
and their catalysts in dry indoor facilities between 21 and 30 degrees C
70 and 85 degrees F until they are required.

PART 2 PRODUCTS

2.
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NOTE: Sel ect products based on esthetic val ues,
reliability, and cost. Delete alternate
requi renents where they occur
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1 SYSTEM DESCRI PTI ON

Provi de gratings conmposed of continuous roving fiberglass reinforcenent
and resin in qualities, quantities, properties, arrangenents, and

di mensi ons as necessary to neet the design requirenments and di nensi ons as
speci fi ed.

Provide resin of isophthalic polyester with chenical formulations as
necessary to provide the corrosion resistance, strength, and ot her
physi cal properties conforning to the specified requirenents.

Ensure that all surfaces of FRP itenms and fabrications are [snpoth]
[nonslip grit], resin-rich, and free of voids, dry spots, cracks, and
unrei nforced areas. Conpletely cover all glass fibers with resin to
protect against their exposure to ultraviolet |light, wear, or weathering.

1.1 Desi gn Requi renents

Submit documentation for the follow ng product tests before work starts:
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Test St andard Structural M ni mum M ni mum
Per f or mance FI exur al FI exural Modul us
Requi renent s Strength
Bearing Strength ASTM D953
Testing
FI exur al ASTM D7264/ D7264M 30, 000 psi (1.8 x 10 to
Properties power of 6) psi
U traviol et ASTM D7869
Testi ng ASTM G154
Shear ASTM D2344/ D2344M 4,500 psi
Strength
Tensi |l e ASTM D3039/ D3039M 30, 000 psi
Properties
Toxicity Testing SMP 800-C
Coef ficient of ASTM D696 8.0 x 10 power
Li neal Ther mal m nus 6
Expansi on in/in/degree F
FI ame Spread ASTM D2863
Testing ASTM E662
UL 94

2.1.2 Per f or mance Requi rements
2.1.2.1 Structural Performance of Gratings

Provi de gratings capable of withstanding the effects of gravity loads in
accordance with ASCE 7-22, ICC IBC, and the follow ng | oads and stresses
within the limts and under the conditions indicated:

[ Wal kways and El evated Platforns Other Than Exits: Uniformload of
2.873 kil opascal 60 | b/square foot.

11 Wal kways and El evated Platforns Used as Exits: Uniformload of 4.788
ki | opascal 100 | b/square foot.

11 H gh Load Capacity (HLC)Grating for AASHTO - H 20 LOADING 14.515 kg
32,000 I b Axle Dual Wieels; mninmumr 3.8 to 5.1 cmr 1.5 to 2 inch
t hi ckness.

11 Aut orobi l e Traffic: 2268 kg 5000 I b vehicle

11 Forklift: [4.54] [2.72] [.907] tonne [5] [3] [one] ton capacity
Provide grating products with a flame spread rating of 25 or |ess per
ASTM E84 Tunnel Test. Test gratings for burn tine of |ess than 30 seconds

and an extent of burn rate of less than or equal to 10 millinmeters per
ASTM D635.
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2.2 FABRI CATI ON
2.2.1 Mol ded FRP Grating

Ensure that all field-fabricated and shop-fabricated grating cuts are
coated with vinyl ester resin to provide naxi mum corrosi on resistance in
accordance with the manufacturer's instructions.

Provi de grating made as one-pi ece nol ded construction with tops and
bottons of bearing bars and cross bars in the same plane with a
rectangul ar mesh pattern providing unidirectional strength and reinforced
wi th continuous roving of an equal nunber of layers in each direction
Ensure that the top layer of reinforcenment is no nore than 3 m 1/8 inch
bel ow the top surface of the grating to provide nmaxi num stiffness and
prevent resin chipping of unreinforced surfaces having percentage of gl ass
(by wei ght) not exceeding 35 percent.

Ensure that no dry glass fibers are visible on any surface of bearing bars
or cross bars after nolding, and that all bars are snooth and uniform
with no evidence of fiber orientation irregularities, interlamnar voids,
porosity, resin-rich areas or resin-starved areas.

[ Provide nonslip surfacing manufactured with a concave, neniscus profile on
the top of each bar providing naxi mum slip resistance.

] Fillet grating bar intersections to a mnimumradius of 1.6 nml/16 inch
to elimnate local stress concentrations and the possibility of resin
cracking at these | ocations.

Provide fire-retardant grating with a tested flame spread rating of 25 or
| ess when tested in accordance with ASTM E84.

2.2.2 Fast eners

Provi de Type 316 stainl ess-steel fasteners, clips, and anchorage for
exterior use. Select fasteners for type, grade, and class required.

PART 3 EXECUTI ON
3.1 | NSTALLATI ON

Install itens at | ocations indicated, according to the nanufacturer's
instructions.[ Submt [ ] copies of manufacturer's Certification of
Installation to the Contracting Officer.] Verify all measurenents and
take all field measurenents necessary before fabrication. Include al
materials and parts necessary to conplete each item even though such work
is not definitely shown or specified. Performcutting, drilling, and
fitting required for installing gratings. Set units accurately in

| ocation, alignnent, and el evation; neasured from established |ines; and

| evel s and free of rack. Conply with recomrendati ons of cited bar grating
standards, including installation clearances and standard anchori ng
details.

a. Attach renovable units to supporting nenbers with the type and size of
clips and fasteners indicated or, if not indicated, as reconmended by
the grating manufacturer for the type of installation conditions shown.

b. Attach nonrenpvable units to supporting nenbers by wel di ng where both
material s are same; otherw se, fasten by bolting as indicated above.
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3.1.1 Anchor age, Fasteni ngs, and Connecti ons

Provi de anchorage where necessary for fastening mscell aneous FRP itens
securely in place.

3.2 CLOSEQUT ACTI VI TI ES
3.2.1 Manuf acturer's Warranty

Submit original and [ ] copies of manufacturer's signed Warranty.

-- End of Section --
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