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SHOTCRETE
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NOTE: This guide specification covers the
requirenents for materials, proportioning,
application, and curing of shotcrete.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Format Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate informtion.

Renove i nformation and requirenments not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)

EE R R R S I R R R I R S R R R R R S I R R R R R R R S R R R

PART 1 GENERAL

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: The content of this specification is such that
gui dance given in EM 1110-2-2005, STANDARD PRACTI CE
FOR SHOTCRETE, is applicable.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

1.1  SCOPE

1.1.1 Wor k Speci fied
Thi s Specification covers the requirenents for shotcrete as specified by
the Contracting Officer. Included are the requirenments for materials;

proportioning; and application of [structural] [nonstructural]
[fiber-reinforced] [wet-m xture][dry-m xture] shotcrete
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NOTE: The successful use of shotcrete in structura
sections requires careful planning, formng, skill
and continuous care in application. The nozzle size
and rate of feed should be limted as necessary to
permt full nozzle control and produce a uniform
dense application, even in tight places. For this
reason, selecting structural as opposed to
nonstructural will provide greater quality of

pl acenent as prescribed in the paragraph titled

" QUALI FI CATI ONS".

Dry-m x shotcrete is shotcrete in which nost of the
m xi ng water is added at the nozzle. Dry-mx is
commonl y used for placing mxtures containing

i ght wei ght aggregates or refractory materials.

Wet -mi x shotcrete is shotcrete in which all the

i ngredients, including water, are m xed before
introduction into the delivery hose; conpressed air
is introduced to the material flow at the nozzle.
Conpared to dry-mx, wet-m x shotcrete gives better
assurance that the mxing water is thoroughly m xed
with other ingredients. The paragraph titled

"M XTURE PROPORTI ONS" requires the

wat er-cenentitious materials ratio (wcn) for

wet - m xture shotcrete to be subnitted

If you want to leave it up to the contractor to
deci de which type of shotcrete to use then delete
both [wet-m xture][dry-m xture] options so the
contractor is not |imted.

Fi bers can provide inproved flexural and shear

t oughness, and inpact resistance. For refractory
shotcrete, stainless steel fibers increase

resi stance to thermal shock, tenperature cycling
danmage, and crack devel opnent. Sone specific
applications where fiber-reinforced shotcrete can be
cost effective are slope protection, ground support
in tunnels and m nes, concrete repair, sw mm ng
pools, thin shell configurations, and refractory
applications such as boilers, furnaces, coke ovens,
and petrochenical linings. Synthetic fibers may
reduce the susceptibility of shotcrete to plastic
shrinkage cracking. In addition to reducing plastic
shrinkage, steel fibers can also inmprove flexura

t oughness.
If fiber-reinforcing is selected, additional testing
for fibers and shotcrete properties will be

requi red. Additional qualifications described in the
paragraph titled "QUALI FI CATIONS" will also be
required.

EE R R R S I R R I R I R I R S R R R R S R I R I R I R R S R R S R R R

1.1.2 Unit of Measure

Unit of neasure: [cubic nmeter yard][square neter feet].
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1.2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci fication when you choose to reconcile

references in the publish print process.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AVERI CAN CONCRETE | NSTI TUTE ( ACl)

ACl 117 (2010; R 2015) Specifications for
Tol erances for Concrete Construction and
Mat eri al s and Conmentary

ACl 301 (2020) Specifications for Structura
Concrete

ASTM | NTERNATI ONAL (ASTM

ASTM C33/ C33M (2023) Standard Specification for Concrete
Aggr egat es

ASTM C42/ C42M (2020) Standard Test Method for otaining
and Testing Drilled Cores and Sawed Beans
of Concrete

ASTM C78/ C78M (2022) Standard Test Method for Fl exura
Strength of Concrete (Using Sinple Beam
wi t h Third- Poi nt Loadi ng)

ASTM C94/ C94M (2023) Standard Specification for
Ready- M xed Concrete

ASTM C127 (2015) Standard Test Method for Density,
Rel ative Density (Specific Gravity), and
Absor ption of Coarse Aggregate

ASTM C128 (2022) Standard Test Method for Density,

Rel ative Density (Specific Gravity), and
Absorption of Fine Aggregate
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ASTM C150/ C150M

ASTM C171

ASTM C231/ C231M

ASTM C309

ASTM C457/ CA57M

ASTM C494/ C494M

ASTM C595/ C595M

ASTM C618

ASTM C642

ASTM C685/ C685M

ASTM C928/ C928M

ASTM C989/ C989M

ASTM C1059/ C1059M

ASTM C1064/ C1064M

ASTM C1116/ C1116M

ASTM C1140/ C1140M

ASTM C1141/ C1141M

(2022) Standard Specification for Portland
Cenent

(2020) Standard Specification for Sheet
Materials for Curing Concrete

(2024) Standard Test Method for Air
Content of Freshly M xed Concrete by the
Pressure Met hod

(2019) Standard Specification for Liquid
Menbr ane- For mi ng Conpounds for Curing
Concrete

(2023a) Standard Test Method for
M croscopi cal Determ nati on of Paraneters
of the Air-Void Systemin Hardened Concrete

(2019; E 2022) Standard Specification for
Cheni cal Adm xtures for Concrete

(2023) Standard Specification for Bl ended
Hydraul i c Cenents

(2023; E 2023) Standard Specification for
Coal Fly Ash and Raw or Cal ci ned Natural
Pozzol an for Use in Concrete

(2021) Standard Test Method for Density,
Absorption, and Voids in Hardened Concrete

(2017) Standard Specification for Concrete
Made by Vol uretric Batching and Conti nuous
M xi ng

(2020a) Standard Specification for
Packaged, Dry, Rapid-Hardening
Cenentitious Materials for Concrete Repairs

(2024) Standard Specification for Slag
Cenent for Use in Concrete and Mortars

(2021) Standard Specification for Latex
Agents for Bonding Fresh to Hardened
Concrete

(2023) Standard Test Method for
Tenperature of Freshly M xed
Hydr aul i c- Cemrent Concrete

(2023) Standard Specification for
Fi ber- Rei nforced Concrete

(2011; R 2019) Standard Practice for
Prepari ng and Testing Specinmens from
Shotcrete Test Panels

(2015) Standard Specification for
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ASTM C1157/ C1157M

ASTM C1218/ C1218M

ASTM C1240

ASTM C1293

ASTM C1315

ASTM C1385/ C1385M

ASTM C1399/ C1399M

ASTM C1436

ASTM C1480/ C1480M

ASTM C1550

ASTM C1567

ASTM C1583/ C1583M

ASTM C1602/ C1602M

ASTM C1604/ C1604M

ASTM C1609/ C1609M

Adm xtures for Shotcrete

(2023) Standard Performance Specification
for Hydraulic Cenent

(2020c) Standard Test Method for
Wat er- Sol uble Chloride in Mrtar and
Concrete

(2020) Standard Specification for Silica
Fune Used in Cenentitious M xtures

(2008; R 2015) Standard Test Method for
Deternmi nation of Length Change of Concrete
Due to Alkali-Silica Reaction

(2019) Standard Specification for Liquid
Menbr ane- For mi ng Conpounds Havi ng Speci al
Properties for Curing and Sealing Concrete

(2010; R 2017) Standard Practice for
Sanpling Materials for Shotcrete

(2010; R 2015) Standard Test Method for
ot ai ni ng Aver age Resi dual - Strengt h of
Fi ber- Rei nforced Concrete

(2013) Standard Specification for
Materials for Shotcrete

(2007; R 2012) Standard Specification for
Packaged, Pre-Bl ended, Dry, Conbi ned
Materials for Use in Wet or Dry Shotcrete

Application

(2012) Standard Test Method for Fl exural
Toughness of Fiber Reinforced Concrete
(Using Centrally Loaded Round Panel)

(2023) Standard Test Method for Potential
Al kali-Silica Reactivity of Conbinations
of Cenmentitious Materials and Aggregate
(Accel erated Mortar-Bar Met hod)

(2013) Standard Test Method for Tensile
Strength of Concrete Surfaces and the Bond
Strength or Tensile Strength of Concrete
Repair and Overlay Materials by Direct
Tension (Pull-off Method)

(2022) Standard Specification for M xing
Water Used in Production of Hydraulic
Cement Concrete

(2005; R 2012) Standard Test Method for
ot ai ning and Testing Drilled Cores of
Shotcrete

(2024) Standard Test Method for Fl exural
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Per f ormance of Fi ber-Rei nforced Concrete
(Usi ng Beam wi th Third-Poi nt Landi ng)

ASTM C1778 (2023) Standard Guide for Reducing the
Ri sk of Del eterious Al kali-Aggregate
Reaction in Concrete

.3 DEFI NI TI ONS

. 3.1 Accept ed

Deternined to be satisfactory by the Contracting Oficer

.3.2 Cont r act or

The person, firm or corporation with whomthe Contracting Oficer enters
into an agreenent for construction of the Work

.3.3 Fi ber - Rei nforced Shotcrete (FRS)

Shot cret e contai ni ng di sconti nuous discrete fibers.

.3.4 @un finish

Undi sturbed final |ayer of shotcrete as applied froma nozzle without
further finishing.

.3.5 Over spray

Wast e shotcrete naterial deposited away from i ntended receiving surface.

.3.6 Permtted

Accepted by or acceptable to the Contracting Oficer; usually pertains to
a request by Contractor, or when specified in contract docunents.

. 3.7 Pr edanpeni ng

In the dry-nmixture process, adding water to the aggregate before mxing to
bring its noisture content to a specified amunt, usually 3 to 6 percent.

.3.8 Rod fini sh

A sharp-edged cutting screed to be used to trimshotcrete forns or ground
W res.

.3.9 Shotcrete

Concrete or nortar conveyed through a hose and pneunatically projected at
hi gh velocity onto a surface to achi eve conpaction

4 SUBM TTALS

EE R R R S I R R I R I R I R S R R R R S R I R I R I R R S R R S R R R

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submtta

items in the text, to reflect only the submttals
required for the project. The CGuide Specification
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technical editors have classified those itens that
requi re Governnent approval, due to their conplexity
or criticality, with a "G" Cenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G’ to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals required
as proof of conpliance for sustainability Guiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PROCEDURES.

Choose the first bracketed itemfor Navy and Air
Force projects, or choose the second bracketed item
for Arny projects.

EE R R R S I R R I R I R I R S R R R R S R R I R R R S R R R R R

Covernment approval is required for submittals with a "G' or "S"
classification. Subnittals not having a "G' or "S" classification are
[for Contractor Quality Control approval.][for information only. Wen
used, a code following the "G' classification identifies the office that
will reviewthe submttal for the Governnment.] Subnmit the following in
accordance with Section 01 33 00 SUBM TTAL PROCEDURES:

SD-06 Test Reports
[ Preconstruction Testing]

Testing During Construction; C[, |

Aggregat e

Wat er

M xture Proportions; G, [ 11
Repair O Shotcrete; G, [ 1]

Resi stance To Alkali-Silica Reaction
SD-07 Certificates
Qalifications; ¢, [ 11

Cenent
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Suppl ementary Cenentitious Materials
Admixtures; G, [ 1]
[ Fi bers]
Rei nf or cement
Curing Materials
Testing Agency; ¢, [ 11
1.5 QUALI FI CATI ONS

Submit qualifications and experience of the proposed workers including the
supervisor, nozzlenmen, and crew. For structural or FRS shotcrete, submt
evi dence of AClI certification of nozzlemen proposed for the Wrk

EE R R R S I R R R I R S R R R R R O S R R I R R R R R R R R

NOTE: Requirenments of the paragraphs titled
"Structural Concrete" and "Nonstructural Concrete"
are determ ned by the selection made in the
paragraph titled "Wrk specified'. Structura
shotcrete and FRS require careful planning, formng
skill, and continuous care in application, hence why

ACl certification is required.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

1.5.1 Structural Concrete

Submit proof of experience for the Contractor and the shotcrete crew
foreman to include at |east five projects of simlar size and conplexity.
Include a description of previous project's size, density of reinforcing
materials, and volume of shotcrete placed.

1.5.2 Nonstructural Concrete

Submit proof that the Contractor and crew foreman have at |east 3 years'
experience in that type of shotcrete application

1.6 [ PRECONSTRUCTI ON TESTI NG

EE R R R S I R I R R I R S R R R R S R R I R R R S R R S R R

NOTE: It is not practical to conduct |aboratory
trial mxtures for dry-m x shotcrete. There are al so
problems in duplicating as-shot conditions for the
wet-m x shotcrete. Therefore, field trials and
preconstruction testing, should be used for
qual i fying m xture proportions.

Preconstruction testing procedures using the
personnel, materials, and equi pnent to be used on
the project are outlined in this paragraph Tests
shoul d be conducted under sinilar conditions
expected to be experienced in the actua

application.
ER R IR I I R R R R R I I I R R R R I I R R R R S I I I R R R R I I I I R R R S I I I R O I I I R R R S I I I
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1

6.1 [ General Requirenents]

a. [Testing of materials required as part of the preconstruction program
nmust be conducted by the Contractor's testing agency. Agency sel ection
nmust be acceptable to the Contracting O ficer.

b. Notify the Contracting Officer of the tine and place of
preconstruction testing and provide the Contracting Oficer with
copi es of testing reports.

c. Construct preconstruction test panels for exani nation by the
Contracting O ficer prior to project shotcrete placenment. Perform
preparation and testing in conpliance with ASTM C1140/ C1140N. Provide
m xture proportions neeting the requirenents of the paragraph titled
"M XTURE PROPORTI ONS"

d. Construct test panels for each proposed shotcrete m xture, each
antici pated shooting orientation, and each proposed nozzl eman.

e. Testing required as part of the preconstruction test program nust be
provided by the Contractor's testing agency.

f. Test specinens cored or sawed fromthe panels for conpliance with the
speci fied conpressive strength in accordance with ASTM C1604/ C1604M.

g. [Provide flexural strength in accordance with ASTM C78/ C78NV with beans
obt ai ned by ASTM C42/ CA2N]

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Test flexural properties using ASTM Cr8/ C78M
when FRS is not specified. Welded-wire fabric has
conmonly been used in shotcrete tunnel linings to
provide ductility to the shotcrete lining.

wel ded-wi re reinforcenent is increasingly being

repl aced by fibers. \When fibers are used in panels,
del ete this provision and use the one bel ow.

EE R R R S I R R I R R I R S R R R S R R R S I R I R I R R R R R S R R

g. [Test flexural strength, toughness, and other flexural properties
usi ng sanples fromtest panels in accordance with the requirements of
the paragraph titled "flexural strength and properties"”. Obtain beans
by ASTM C42/ C42M] [ |

EE R R R S I R I R R I R S R R R R S R R I R R R S R R S R R

NOTE: This requirement applies to Fiber-reinforced
shotcrete (FRS). See the paragraph titled "Flexura
strength and properties" for details on test nethods
used for flexural and FRS

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

h. [Prepare additional panels with the specified reinforcement. Core
panel s in accordance with ASTM C1140/ C1140N. Provi de cores contai ning
rei nforcement to the Contracting Officer for visual exam nation to
det erm ne acceptance. Provide cores for exam nation with a m ni num
diameter of 95 nmr 3.75 in and are the full thickness of the panel.]

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: In preconstruction testing only, additiona
panel s could be constructed with rei nforcenent. The
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rei nforcement should be constructed to represent the
rei nforcement that will be used in the actual
structure.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

1.6.

2

If the initial prequalification test panel is rejected, a second pane
may be shot and tested. If this panel is acceptable, Wrk may proceed.
If the second panel is not acceptable, change procedures, mxture
proportions, nozzlemen, or shotcrete equi pment as necessary before
repeating the preconstruction testing. Do not proceed with Wrk unti
preconstruction test results are satisfactory to Contracting O ficer.]

[ Prepl acement Verification]

[Provide forms that are to |line and grade and have adequate support to
remain rigid during shooting.

The formwork, substrata preparation, and cl eanliness nust be the sane
as specified herein.

The reinforcement type, size, grade, anount, placenment, cleanliness,
and ot her requirenents nmust be the same as specified [herein][the sane
size and spacing as the existing structure].

The pl acenent of and cl earance around reinforcement nmust permt
conpl ete encasenent of reinforcement with shotcrete.

The m xture proportions nust be the same as the approved submtta
[and need not include adm xtures].]

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: Requirenment e could al so include adni xtures,
refer the paragraph titled "Adm xtures" for this
option.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

1.7

1.7.

1

TESTI NG DURI NG CONSTRUCTI ON

Qual ity Assurance

Provide submittals for the "Quality Control Plan", "Quality Control
Personnel Certifications", and Laboratory Qualifications for Concrete
Qualification Testing per section 03 30 00 CAST-I N PLACE CONCRETE

1.7.2

a.

Testing Shotcrete

Conpressive strength sanples: [Obtain test specinmens fromjob-site
test panels.][Use in-place shotcrete test specinmens.][ ]

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

NOTE: Test sanples can be obtained fromtest panels
(1st choice) or cored fromthe structure being built
with shotcrete (2nd choice)

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Test sanples: Sanple shotcrete in accordance with ASTM C1385/ C1385N
The Contractor is responsible for the curing and protection of test
panels on site prior to the time that they are transported to the
testing agency's | aboratory.
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1

C. [Only use test panels for flexural strength, flexural paraneter, or
t oughness requirenents.]]| ]

d. Air content of mxture: For wet-m xture shotcrete test air content at
di scharge fromthe truck chute in accordance with ASTM C231/ C231N
prior to placenent.

[For dry-mix shotcrete, test air content in hardened concrete using
ASTM CA57/ CA57M] [ ]

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Specifying air entrainment for dry-m xture
shotcrete is not comopn but has been satisfactorily
used for severe freezing-and-thaw ng exposures. For
dry-m x shotcrete, air content is tested on hardened

concrete.
B R R R

e. Tenperature of shotcrete mxture: Determ ne the tenperature of the
m xture using material sanpled prior to discharge fromthe truck chute
into the punp for wet-m xture shotcrete or the shotcrete nachine for
dry-m x shotcrete. Conplete testing in accordance with
ASTM C1064/ C1064 .

7.3 [ Test Panel s]

a. [Construct a test panel for each m xture, each nozzl eman, and each
work day or for every [ 38 cubic nmeter 50 cubic yard][ 185 square
meter 2000 square feet]] ] placed, whichever results in the npst
panel s. The face di mensions of a test panel nust be a m ni mumof 400
X 400 m 16 x 16 in. with a m ninmumdepth of 125 nmr 5 in. For toughness
testing in accordance with ASTM C1550, the face di mension nmust be 800
nr 30.5 in. in dianeter and 75 nr 3 in. thick. The test panels will be
shot in a [vertical]] ] orientation.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: A test panel could be fabricated for each
shooting position to be encountered in the structure
such as horizontal, vertical, or overhead. If this

i s needed, then add those shooting positions to this
par agr aph
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b. Condition test panels in accordance with ASTM C1140/ C1140N unti
transported to the testing agency's | aboratory.

c. Obtain test specinmens fromtest panels using procedures outlined in
ASTM C1140/ C1140N or ASTM C1604/ C1604N. Cores will be a nominal 75 mr
3 in. dianmeter.

d. Test shotcrete specinmens for conpliance in accordance with
ASTM C1604/ C1604N for conpressive strength.

e. [Test boiled absorption and volune of permeable voids in accordance
with ASTM C642. ][ ]

f. [Test flexural paraneters in accordance with nethods specified in the
paragraph titled "flexural strength and properties"][ 11
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1.7.4 [ Testing I n-Place Shotcrete]

a. [Ontain core specinens fromlocations designated by the Contracting
O ficer in accordance with ASTM C1140/ C1140N
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NOTE: Cores fromthe actual structure should be
obt ai ned and tested when the contracting officer
suspects a |l ower strength or deficiency in quality.
Test panels are the main quality control/assurance
nmet hod; obtaining and testing cores are not
typically done, unless the placenent is in doubt.
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b. [Condition test specinmens by soaking as specified in ASTM C1604/ C1604MN. ]

c. Test specinens in accordance with the paragraph titled "Testing
Shotcrete".]

1.7.5 [ Testing Shotcrete Bond to Substrate]

[ Conduct bond testing of the shotcrete to the substrate in accordance with
ASTM C1583/ C1583M. ]

1.7.6 Reporting of Quality Assurance Test Results

Provi de copies of any test results generated for quality assurance to the
Contractor, Contracting O ficer, and concrete supplier

1.7.7 Action Required for Shotcrete Defects

Submit repair of shotcrete procedures for defects for the Contracting
Oficer's acceptance. Refer to the paragraph titled "REPAIR OF SHOTCRETE"

for details.
PART 2 PRODUCTS
2.1 MATERI ALS
2.1.1 Cenment

Provi de cenent in conpliance with [ASTM C150/ C150V Type |][ASTM C595/ C595M
][ ASTM C1157/ C1157M] [ ].

Submit cenent test reports showi ng manufacturing |ocation, and conpliance
wi th applicabl e ASTM st andar ds.
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NOTE: Mbst shotcrete is produced with Type | or
I-11 cements conforning to ASTM C150 or ASTM C595.
O her cementitious materials, such as bl ended
hydraul i c cements, should neet ASTM Cl1157. The type
of cement used for a structure must consider the
exposure requirements of the concrete being placed.
Refer to ACl 318 or ACI 350 material durability
requi renents to determ ne cenent requirenments or
suppl enentary cenentitious requirenents di scussed
in paragraph titled "Suppl ementary cenentitious

- n
mat eri al s".
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2.

2.

1.2 Suppl ementary Cenentitious Materials

Provi de suppl ementary cementitious materials (SCMs) conplying with |
ASTM C618 for fly ash and natural pozzol ans] [ASTM C989/ C989l for sl ag
cenent] [ASTM C1240 for silica fune].

[ The types and dosages of supplenentary cenenting material must neet

ACl 301 requirenents]]| ].

[[A mnimmof] [ ] percent of | ] is required as supplenentary
cenenting material]]| ].

Submit supplementary cenentitious materials types, test reports show ng
manuf acturing | ocation, and conpliance w th applicable ASTM st andar ds.
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NOTE: SCMs can be used in shotcreting. SCMs can
enhance workability or punpability of some wet-m x
shotcrete. They may provide nore resistance to
sulfate attack and to alkali-silica reactivity if
reactive aggregates are used. The use of SCMs on an
equal wei ght replacenent for cenment may result in
slower early strength gain. Natural pozzol ans and
fly ash shoul d nmeet the requirenments of ASTM C618
O her pozzol ans should neet the appropriate ASTM
specifications. Both silica fune and netakaolin
shoul d neet the requirenents of ASTM C1240.

Sl ag cenent should neet the requirenents of ASTM
C989. There are three grades of slag. Generally,
hi gher-grade slag will be finer and have greater
strength devel oprent .

Silica fune cones in three forns: slurry,
undensified, and densified. Al three forms are
acceptable for use in shotcrete. Wen using slurry,
the water portion of the slurry should be
conpensated for in the wcm that is, the water in
the slurry counts as mxing water for both dry-mx
and wet-m x shotcrete. Undensified silica fume is
mai nly used in prem xed dry-bag shotcrete products.
Densified fume is best used in wet-mx shotcrete.

Specify if the SCMlimts nmeet ACI 301 (Table
4.2.1.1) requirenents or other alternative

speci fications.

Specify the type (Class F, or C fly ash; slag
cenent; silica fune; or other SCMs) and the m ni mum
percent cenent replacement requirenments based on AC
318 or ACI 350 requirenents (if required).
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1.3 Aggr egat e

Aggregates nust conply with [ASTM C33/C33M[___ ] for [normal

meight][ ] aggregates. The conbi ned aggregate gradati on nust conply
with [grading No. 2 of ASTM C1436][__ ].

Subnit aggregate source, producers' nanes, gradations, specific gravities,
conpliance with [ ASTM C33/ C33MV] [ ], and evidence that this data is not
nore than 1 year old.

[ Submit aggregate absorption in accordance with ASTM C127 for coarse
aggregate and ASTM C128 for fine aggregate.]
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NOTE: Aggregate absorbs water, which reduces the
plasticity of the m xture. Specify when aggregate
absorption testing is required. The absorption

val ues may be used to correct for absorbed noisture
in the calculation of wecm For nore details refer
to ACI 211.1, ASTM Cl127/127M and ASTM C128/128M
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2.1. 4 Wat er

[Water nust be potabl e] [ Water nmust be potable or nonpotable and conply
with ASTM C1602/ C1602M requi rements. Wash water is not pernitted unless
accepted by Contracting O ficer.][ ]

[ For nonpotable water, subnit the source and reports confirm ng conpliance
with ASTM C1602/ C1602M. ]

2.1.5 Adm xt ures

Provi de adm xtures in conmpliance with ASTM C1141/C1141N or, for hydration
control adm xtures, with ASTM C494/ CA94N. [ The fol |l owi ng adm xtures are
also permtted [ 111 ].

Submit adm xture types, brand nanmes, producers, nmanufacturer's technica
dat a sheets describing technical properties and perfornance in shotcrete
and showi ng conpatibility with each other and the project cenmentitious
mat eri al s.

[ Assess admi xture in the prequalification test program described in the
paragraph titled "PRECONSTRUCTI ON TESTI NG'. ]
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NOTE: Specify limts and types of other acceptable
adm xtures if needed or specify maxi nrum dosages if

i mportant.

Adm xtures nay be used in shotcrete construction to
enhance certain shotcrete properties for special
shotcrete applications and for certain conditions of
shotcrete placement. Adm xtures in shotcrete should
be tested before | arge-scale use (during
prequalification testing) to determ ne that the
expect ed advantages can be obtai ned. Admi xtures for

shotcrete generally fall into the categories of
accel erators, air-entrainers, water-reducers, and
retarders.

Cal cium chl ori de accel erators are not recomended
for reinforced shotcrete structures. Refer to tables
in ACl 201.2R and ACI 318 or ACI 350 for limts. If
speci fied, calciumchloride should conformto ASTM
D98.
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2.1.6 [ Fi bers]

[Use the follow ng types, material, and sizes of fibers:]| ]1]1. Provide
FRS conform ng to ASTM C1116/ C1116N
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Submit conpressive strength test results and, flexural strength and
flexural paranmeters as specified in the paragraph titled "flexura
strength and properties”. Submt manufacturer's technical data sheets and
data on fiber material, length or Iengths, and fiber content used for the
m xt ure.

R I S Sk S S S I R S S I
NOTE: As discussed in the paragraph titled "work
speci fied" notes, fibers can enhance the properties
of shotcrete. The avail able types of fibers include
steel, glass, synthetic, and natural fibers.

To select the type of fiber required for a job,
obtain information about the fiber materials
avai l abl e for shotcrete in the designated area.
Knowi ng what materials are available and the desired
properties, follow the recommendati ons of ACI 506R
ACl 506.1 and ACI 544.1 to select the fiber to be
used on the job.

EE R R R S I R R R I R S R R R R R O S R R I R R R R R R R R

2.1.7 Rei nf or cenent

Fol l ow the requirenents included in the contract documents [as well as] |
03 30 00 CAST-I N PLACE CONCRETE] [ ] for non-fiber types of
rei nforcenent.

Submit mill certificate showi ng confornmance for reinforcing steel or
wel ded wire reinforcenent.

2.1.8 Curing Materials

2.1.8.1 Sheet Materials
Provi de sheet materials for curing in conpliance with ASTM C171

2.1.8.2 Curing Conpounds
Provi de curing conmpounds in conpliance with ASTM C309 or ASTM C1315.
Provi de volatile organic conmpounds (VOC) content in conpliance with |oca
air quality standards if those requirenents are nore stringent.

2.1.8.3 Architectural Finishes

Do not use curing naterials that cause stains for shotcrete having an
architectural finish.

2.1.9 [ Packaged Shotcrete Material s]

[ Provi de packaged, preblended, dry conbined naterials conplying with |
ASTM C1480/ C1480M] [ 1.1
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NOTE: Select this option to all ow packaged
Shotcrete Materials. Al so, specify any standards,
requirenents, or limtations for those naterials

EE R R R S R R I R R I R S R R R R S R R I R I R R S R R R R O
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2.2  SHOTCRETE PROPERTI ES
2.2.1 Conpressive Strength

The required conpressive strength is | ].
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NOTE: Specify the required conpressive strength of
concrete based on the design requirenents. Per AC

506. 2, the 28-day conpressive strength must not be
| ess than 4000 psi (28 MPa). Assess the conpressive
strength in accordance with ACl 301.
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[2.2.2 Fl exural Strength and Properties

[ The required flexural strength is | 1.1 Use [ASTM C78/ C78M [
ASTM C1609/ C1609M [ ] to test flexural strength.

The required residual strength using [ ASTM C1609/ C1609N] [ ASTM C1399/ C1399M
I Tis[____1.

[ The required toughness per [ASTM C1550] [ ] is | 1.1
[ 1]
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NOTE: In the first part of this paragraph specify
the flexural strength value and test nethod
required. Per ACI 506.2, flexural strength must not
be | ess than 400 psi (2.8 MPa) at 28 days for FRS.
ASTM C78/ C78M is used for non-fiber reinforced
concrete while ASTM C1609/1609Mis a test method
used for evaluating strength and ot her fl exural

par armet ers of FRS.

If you are specifying FRS, then specify your project
requi renents for residual strength, flexural

t oughness, or other nechanical properties if needed.
For more information on test nethods, properties,
and requirements for FRS and fiber-reinforced
concrete (FRC)in general, refer to ACl 544.9R and
ACl 506. 1R
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1[2.2.3 Wat er- Cenentitious Ratio

The maxi mum w/ cm based on project service conditions is [ ].
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NOTE: Specify the nmaxi mum w/ cm based on proj ect
service conditions. Refer to ACl 318 or 350 to
determ ne project requirenents. Quidance regarding
freezing and thawi ng can be obtained from ASTM
C33/ C33M

Not e t hat paragraph titled "M XTURE PROPORTI ONS",
only requires the subnmittal of water-cementitious
materials ratio (wcm for wet-mi xture shotcrete.
Del ete this paragraph for dry-m x shotcrete.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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12.2.4 Air Content

The percent air content of concrete is | ] plus or minus (%) 1.0
percent.
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NOTE: Air entrainnent nay be required where the
shotcrete is exposed to freeze/thaw, seawater, or
deicing salts. Specify mnimumair void paraneters
based on project service conditions. Refer to AC
318 or ACI 350 to determ ne project requirenents.

CGui dance on the need for air entrai nnent to protect
agai nst freezing and thawi ng can be found in ASTM
C33/ C33M Al so, specify the frequency of air testing
in the paragraph titled "Testing Shotcrete".

Per ACI 506.2, shotcrete placenment reduces entrained
air content such that shotcrete with a 7 percent or
hi gher air content prior to shooting will have an
entrained air content of approximately 3 to 4
percent after placenment. Wet-m xture shotcrete
exposed to noderate or severe freezi ng-and-thaw ng
conditions should have an entrained air content of
at least 6 to 7 percent prior to shooting. GObtaining
greater than 4 percent air in the in-place nateria
is difficult. For wet-m x shotcrete, air content is
tested in plastic concrete.

Specifying air entrainnment for dry-m xture shotcrete
is not cormon but has been satisfactorily used in
severe freezi ng-and-thaw ng exposures. For dry-m X
shotcrete, air content is tested on hardened
concrete using nethods such as Petrographic

Exam nati on.
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[2.2.5 Chl ori de Content

[ The nmaxi mum wat er-sol ubl e chloride ion content based on project service
conditions is | ]. Determ ne chloride content per [ASTM C1218/C1218MN].]
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NOTE: For corrosion protection of the reinforcenent
in the shotcrete, the naxi mum wat er-sol ubl e

chl oride-ion concentration in hardened shotcrete
shoul d not exceed a certain limt. This limt is
based on the type of reinforcement used. Refer to
ACl 318 or ACI 350 for recommended |limts.
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1[2.2.6 Voi ds and Absorption Properties

Measure the voi ds and absorption properties using [ASTM C642] [ ] and
do not exceed | ].

Provide test reports for shotcrete boil ed absorption and vol une of
per meabl e voi ds showi ng conpliance with the specified properti es.
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NOTE: The absorption test (ASTM C642) nmay be
conduct ed on hardened shotcrete to provide an
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overall indication of the quality of the shotcrete,
especially in dry-m x shotcrete where the results
are largely influenced by the wcm The absorption
val ue and the vol une of perneabl e voids are useful
in identifying poorly compacted shotcrete or
shotcrete with a weak or danmged mi crostructure.

Per ACI 506.2, typical values for quality shotcrete
are a Maxi mum of 8 percent boil ed absorption and 15
percent vol ume of perneabl e voids.

Results vary dependi ng on the absorptive
characteristics of the aggregate. Lightweight
aggregat e has high absorption. The absorption of a
shotcrete specinen is usually proportional to its
wem Alowwcecmwll yield a relatively | ow vol une
of permeabl e voids or | ow absorption val ues, which
is an indication of a good quality shotcrete. A

m xture shot too dry, however, will yield a
relatively high volune of perneabl e voids or high
absorption values due to the stiffness of the

pl astic shotcrete. Inpact velocity is another

i mportant parameter that influences the porosity of
t he hardened shotcrete. Insufficient inpact velocity
wi || not provide adequate conpaction, resulting in
hi gh pernmeability and high absorption val ues.

ASTM CA57/ CA57M can al so be used to determ ne
paranmeters of the air-void systemin hardened
concrete.
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1[12.2.7 Bond Strength

Performtesting for bond strength on a ninimum of three core sanmples and
the strength is the average of all sanples. The average bond strength is

1.
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NOTE: Bond strength is usually measured by shear or
direct tension using a pull-off test (ASTM

C1583/ C1583M) . Properly applied shotcrete with
sufficient consolidation on a properly prepared
substrate usually devel ops bond strength of over 145
psi (1 MPa).
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1[2.2.8 Resi stance to Alkali-Silica Reaction

[Use one of the three options bel ow for qualifying concrete nmixtures to
reduce the potential of alkali-silica reaction.]

a.

For each aggregate used in concrete, do not exceed 0.04 percent at 1
year for the expansion result determned in accordance with ASTM C1293.

For each aggregate used in concrete, do not exceed 0.10 percent at an
age of 16 days for the expansion result of the aggregate and
cenentitious materials conbination determnmined in accordance with
ASTM C1567.

Al kali content in concrete must not exceed 2.35 kil ograns per cubic
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neters 4 pounds per cubic yard for noderately reactive aggregate or
1.78 kil ogranms per cubic neters 3 pounds per cubic yard for highly
reactive aggregate. Determine reactivity determned by testing in
accordance with ASTM C1293 and categorized in accordance with

ASTM C1778.

12.3 M XTURE PROPORTI ONS

Proportion shotcrete mixture [by mass conplying with ASTM C94/ C94M [ by

vol ume conmplying with ASTM C685/ C685NM], to satisfy the specified
properties. For FRS, proportion in conmpliance with ASTM C1116/ C11160.
Submit shotcrete m xture proportions. Show constituent proportions by nass
in the case of batching by weight or proportions by volume in the case of
vol unetric batching in submttals. For prepackaged materials neeting

ASTM C1480/ C1480l, subnit suppliers' technical data show ng conpliance
with requirenments. Submit water-cenentitious materials ratio (wcn) for
wet - mi xture shotcrete only.
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NOTE: Shotcrete m xtures are usually proportioned
i n accordance with ASTM C94/ C94M or C685/ C685M t o
attain a specified conpressive strength. The main
reasons for variations of in-place strength are the
nature of the shotcrete process, type of delivery
equi pnrent, and quality of worknmanship. This is
especially true of dry-m x shotcrete, where the
nozzl eman is not only responsible for the proper

pl acenent techni que but al so regul ates and controls
the water content-a variable that can cause
fluctuations in strength and durability.

There is no recogni zed rational nethod of
proportioning dry-nmix shotcrete for strength or
durability. Water is injected into the
preproportioned cenentitious material mxture stream
at the nozzle by the nozzleman, so it is not

possi ble to design dry-m x shotcrete based on w cm
Dry-m x shotcrete has been proportioned based by
wei ght, typically having a cenentitious material to
aggregate ratio of 1:4.

On the other hand, wet-m x shotcrete is typically
proportioned using volunetric methods such as AC
211.1 (just like regular types of concrete). Refer
to ACl 506R for nore details on proportioning
shotcrete.
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2.4 BATCHI NG, M XI NG, AND DELI VERY

Batch, mix, and deliver wet-nixture shotcrete in accordance with

ASTM C94/ C94l, ASTM C685/ C685l, or ASTM C1116/Cl1116N as applicable. For
dry-m xture, batch, nmix and deliver in accordance with ASTM C685/ C685N or
ASTM C1116/ Cl116N

Use predanpeni ng or other nethods suitable for prewetting the dry
materials with packaged prebl ended material for dry-m xture shotcrete.
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PART 3 EXECUTI ON
3.1 PREPARATI ON OF SURFACE TO RECEI VE SHOTCRETE
3.1.1 Earth

Prepare surfaces to line and grade. Danpen surfaces inmediately prior to
shooting. Standing water is not acceptable.

3.1.2 Concrete, Masonry, and Shotcrete

Renove all deteriorated, |oose, unsound nmaterial or contam nants that will
i nhi bit bondi ng. Danpen receiving surface and allowto dry to a saturated
surface-dry (SSD) condition just prior to shotcrete application. Further
surface preparations include:

a. Chipping surfaces to receive shotcrete to renove of fsets causi ng abrupt
changes in thickness.

b. Rougheni ng receiving surfaces that have been saw cut.
3.1.3 Rock

Renove | oose material, nud, or other foreign material that will inhibit
bondi ng. C ean surface prior to shotcrete placenent. Danpen surface in
accordance with the paragraph titled "Earth"

3.1.4 Rei nf or cenent
3.1.4.1 Surface Condition

The surface of the reinforcenment nmust be free of overspray or other
del eterious materials that inhibit devel opment of bond with the shotcrete.

3.1.4.2 Rei nf or cement Laps

Laps nust be noncontact and [separate with a clearance of at |east three
tinmes the diameter of the largest reinforcing bar; three tines the nmaxi mum
size aggregate; or 50 mr 2 in., whichever is |least][ ]. Do not space
bars spliced by noncontact |lap splices in flexural menbers transversely
farther apart than [the smaller of 1/5 the required lap splice length and
150 mr 6 in]| ]. The use of contact |ap splices necessary for support
of the reinforcing is permtted when approved by the Contracting Oficer

Pl ace | apped bars in the sane plane and parallel to the direction of
shooting. Wel ded splices are permtted.

Secure reinforcenment to prevent nmovenent. The use of mechanical splices is
permtted when approved.

3.1.5 For ns

Use material of adequate thickness for formwork to resist novenent during
shooting. Reinforce, secure, and brace forms to nminimze the effects of

vi bration during shooting. Construct fornms to all ow escape of placenent
air, overspray, and rebound. Use formrel ease coating naterial on
renovabl e forns unless the formed surface is to subsequently receive an
addi ti onal coating.

SECTION 03 37 13 Page 23



3.2 JO NTS
3.2.1 Construction Joints

Taper construction joints at approximately 45 degrees from receiving
surface. Formjoints by cutting plastic shotcrete. Make joints at slab

i ntersections at 90 degrees. Roughen shotcrete in the joint face while it
is still plastic.

3.2.2 Control Joints

Pl ace control joints as indicated in the Contract Docunent [Discontinue
rei nforcement at control joints] | ].

3.3 ALI GNMVENT CONTRCL

To establish thickness and pl ane of required surface, install taut ground
wires or other nmeans to guide the nozzleman. Install alignnment control
neans at corners or offsets not established by forns.

3.4  APPL| CATI ON
3.4.1 Pl acenent Techni ques

a. [Use the sane shotcrete m xture and equi pment that was used during
prequalification testing for the production shotcrete.]

b. Use tenporary coverings to protect adjacent surfaces fromthe deposit
of overspray or inpact fromthe nozzle stream

c. Install sufficient lighting and ventilation to provide the shotcrete
crew with a clear view of the shooting area. Suspend Wrk and adopt
corrective measures if visibility is unsuitable for the application of
quality shotcrete.

d. Provide a working surface that permts nozzl enen unobstructed access to
the receiving surface. Place shotcrete first in corners, recesses, and
ot her areas where rebound or overspray cannot easily escape.

e. Supply shotcrete material and air pressure at the nozzle uniformy
providing a steady, continuous flow of shotcrete with no detrinental
surging or pulsing. Maintain the velocity and consi stency of shotcrete
exiting the nozzle at a uniformrate appropriate for the given job
conditions so that satisfactory material consolidation and m ni num
rebound i s achieved.

f. Place shotcrete perpendicular to the receiving surface with the nozzle
hel d at such a distance to produce nmaxi num consolidati on of the
shotcrete and full encapsul ation of the reinforcenent.

g. Shoot dry-m xture shotcrete material within 45 min after batching or
in the case of prepackaged material, within 45 nin after predanpening.
Shoot wet-mi xture shotcrete material within the tine limts in
ASTM C94/ Co4M.

h. Apply shotcrete using a circular or elliptical nmotion of the nozzle
whi | e buil ding the required thickness.

i. Use sufficient material velocity, material consistency, and distance
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fromthe end of the nozzle to the receiving surface to produce nmaxi nmum
consol idation of the shotcrete and full encapsul ati on of the
rei nforcing steel.

j. I'n corners, direct the nozzle to bisect the corner angle. Apply
shotcrete so saggi ng or sloughing does not occur. Where there is
potential for accunul ated rebound or overspray nmaterial to be
i ncorporated into the Work at congested areas of steel reinforcenent,
enbedded obstructions, corners, and recesses, use a conpressed air
bl ow pi pe to renove | oose material fromthe Work

k. Discontinue placenent of shotcrete or shield the nozzle streamif wi nd
causes separation of ingredients in the nozzle stream

. Do not reuse rebound or overspray in the Wrk

m Renove | aitance from shotcrete surfaces that are to recei ve additional
shotcrete | ayers.

n. Surface preparation prior to the shooting of shotcrete nust conply with
[the paragraph titled PREPARATI ON OF SURFACE TO RECEI VE
SHOTCRETE][ __ ].

EE R R R S I R I R I R I R S R R R R S R R I R R R R R S R R O

NOTE: For repair jobs, refer to the section on
repairs for surface preparation

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

0. Do not apply shotcrete to surfaces with standing or flow ng water

p. Renove hardened overspray and rebound from adjacent surfaces, including
exposed rei nforcenent.

3.4.2 I nt er redi ate Surfaces

a. Wien applying nore than one | ayer of shotcrete, use a cutting rod,
brush with a stiff bristle, or other suitable equiprment to renove al
| oose nmaterial, overspray, laitance, or other material that nay
conprom se the bond of the subsequent |ayer of shotcrete. Conduct
renoval imediately after shotcrete reaches initial set.

b. Allow shotcrete to stiffen sufficiently before applying subsequent
| ayers. |If shotcrete has hardened, clean the surface of all |oose
material, |aitance, overspray, or other material that nay conprom se
t he bond of subsequent layers. Bring the surface to a saturated
surface-dry condition at the time of application of the next |ayer of
shotcrete.

3.4.3 Encasenent of Rei nforcenent

a. Place shotcrete to encase reinforcenent and ot her enbednents, and
provi de a m ni mum cover of [ ].

EE R R R S I R R I R I R I R S R R R R S R I R I R I R R S R R S R R R

NOTE: Refer to ACI 318 and ACI 350 for concrete
cover requirements

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

b. Adjust air volune, material feed volume, and distance of the nozzle
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fromthe Wrk as necessary to encase reinforcenent.

c. Keep the front face of the reinforcenment clean during shooting
operations so that shotcrete builds up frombehind to encase the
rei nforcement without the formati on of shadows or voids.

d. Continuously renmpove accumul ati ons of rebound and overspray using a
conpressed air bl owipe, or other suitable device, in advance of
deposition of new shotcrete.

3.4.4 Hot Weat her Shotcreting

Do not place shotcrete when shotcrete tenperature is above [ 35°C 95°F

11 ], unless PREQUALI FI CATI ON TESTI NG shows that the required quality
of materials can be achi eved at higher tenperatures. A tenperature of
rei nforcement and receiving surfaces greater than [ 32°C 90°F] [ ]

prior to shotcrete placenment is prohibited.
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NOTE: |If hot weather concrete needs to be

consi dered, then a separate specification that
covers hot weat her concrete such as ACl 305.1 should
be included in the project.
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3.4.5 Col d Weat her Shotcreting

Shooti ng may proceed when anbient tenperature is [ 4°C 40°F] [ ] and
rising. Stop shooting when anbient tenperature is [ 4°C 40°F] [ ] and
falling, unless neasures are taken to protect the shotcrete. Shotcrete
materi al tenperature, when shot, less than [ 10°C 50°F] [ ] is

prohi bited. Do not place shotcrete agai nst frozen surfaces.
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NOTE: |If cold weather concrete needs to be
consi dered, then a separate specification that
covers cold weather concrete such as ACl 306.1
shoul d be included in the project.

EE R b S b b R I b b I S I R R S R I S S R R I R I S b I R b R S R O I
3.5 FI NI SH
[3.5.1 @un Fi ni sh
Leave finished shotcrete surface as gun finish.
1[3.5.2 Cutting Screed
After the surface has taken its initial set (crumbling slightly when cut),
slice off excess material outside the forns and ground wires with a

downward cutting notion using a sharp-edged cutting screed. Then renove
ground wires and float the irregularities.

1[3.5.3 Fl ash Coat
Apply a thin coat of shotcrete containing finer sand applied froma

di stance greater than nornal to the surface as soon as possible after the
screedi ng.
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1[3.5.4 Fl oat and Trowel Finish

Provide final surface finish using [wood float] [rubber float] [stee
trowel]. Avoid troweling of thin sections of shotcrete unless both
trowel i ng and comencenent of noisture curing take place within a
relatively short period after placement of shotcrete.

]1[3.5.5 Fi ber- Rei nforced Shotcrete

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Include this paragraph if the exposed fibers
pose a safety hazard.

EE R R S I R R I R I R I R S R R R O S R R I R I R R S R R R R

Fini sh the outer surface of the structure with a |ayer of
nonfi ber-rei nforced shotcrete and provide an appropriate finish as denoted.

13.6 CURING

When the daily mean tenperature is above 4°C 40°F, cure continuously for a
m ni mum of 7 consecutive days or for the time necessary to attain 70
percent of the specified conpressive or flexural strength, whichever
period is |ess.

If shotcrete is placed with daily nean tenperatures 4°C 40°F or | ower,
provi de cold weather protection until the shotcrete achi eves 70 percent of
the specified strength.

Conpl ete noi st curing by one of the foll ow ng nethods:

a. Ponding or continuous sprinkling for a mninmum of 7 days;
b. Covering with an absorptive nat or sand that is kept continuously wet;
c. Covering with inpervious sheet materi al

d. Use of curing compounds; apply twice the rate for forned surfaces as
recomended by nmanufacturer if the surface is a gun finish.

Do not use natural curing in lieu of that specified in this paragraph

unl ess the relative humdity of the air in contact with the shotcrete
remai ns at or above 85 percent and such curing is authorized by
Contracting O ficer.

Submit curing materials and curing procedures for shotcrete including
product data sheets indicating conformance with specification requirenments.

3.7 PROTECTI ON

| mredi ately after placement, protect shotcrete from premature drying or
excessively hot or cold tenperatures and nechani cal injury.

Mai ntai n shotcrete protection to prevent freezing of the shotcrete and to
ensure the necessary strength devel opnment for structural safety. Renobve
protection in such a manner that the maxi num decrease in tenperature
nmeasured at the surface of the shotcrete in a 24-hour period does not
exceed the foll ow ng:

a. 10°C 50°F for sections less than 300 mr 12 in. in the |east dinension

b. 4°C 40°F for sections from 300 to 900 nr 12 to 36 in. in the | east
di mensi on.
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Protect surfaces not intended for shotcrete placenent agai nst deposit of
rebound and overspray or inpact fromnozzle stream

[3.8 TOLERANCES

Provi de di nensi onal tol erances of shotcrete in conpliance with [AC 117
][the contract docunent]| ]

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: ACI 117 provides a guide for construction

tol erances of concrete structures. Although
shotcrete is concrete, ACI 117 specifically excludes
shotcrete.

Tol erances provide an indication of the finished
product expected by the owner, but neeting

tol erances may require additional effort and cost.
Tol erances given by ACI 117.1R for placenment of
reinforcing steel, cover over reinforcing steel, and
overal |l alignnment of cast-in-place structura

nmenbers shoul d be generally the sane for shotcrete
Tol erances that require distinct values for
shotcrete construction are cross-sectional

di mensi ons, cover, and surface finish (or flatness).
Therefore, specifying tolerances that can be

consi stently achi eved are needed so that project
expectations can be net at a reasonabl e cost.

Speci fied tol erances shoul d be based on use and
function and can be the same as concrete, but are
typically broader. Some finished surface tol erances
may be wai ved to achi eve proper coverage over

exi sting reinforcenent.

For sone structures, such as tunnels, only cover

t hi ckness is required and tol erances are not

speci fied unl ess project-specific requirements
dictate. Sometines shotcrete tol erances are

i ncreased by a factor of 2 fromthose in ACl 117.
Refer to ACI 506R for nore details on shotcrete

tol erances. Refer to AClI 318 or ACI 350 to deternine
proj ect requirenents.
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13.9 REPAI R OF SHOTCRETE
3.9.1 Cener a
a. Submit repair procedure for shotcrete defects for the Contracting
O ficer's acceptance. Include proposed nmaterials, surface preparation
bondi ng procedures, and final surface finish.
b. Renobve voids, shadows, sagging, or other defects in the hardened
shotcrete using light-duty chipping hamrers [maximunr 8 kg 18 Ib
11 ] followed by high-pressure water blasting or grit blasting to
renmove bruised shotcrete surface

c. Conduct renpval of defective shotcrete without the creation of feather
edges.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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NOTE: Edges of the repair area should not be

f eat her - edged. Conmmon net hods used for edge
preparation include sawcutting, chipping, grinding,
sandbl asting, hydro-mlling, or other neans to a
depth of 1/2 to 1 in. (1.25to 2.5 cn) normal to the
surface of the nenber. Note: if sawcutting or
grinding is used, care should be taken to ensure

reinforcing steel is not cut or damaged
ER R IR I I R R R R R I I I R R R R I I R R R R S I I I R R R R I I I I R R R S I I I R O I I I R R R S I I I

d. In the repair of core hole surfaces and saw cut edges, roughen the core
hol e or cut surface and predanpen prior to repair

3.9.2 Shotcrete Repair with Commercial Patching Products
Repair shotcrete with comrercial patching products, including:

a. Portland cenent nortar, nodified with a | atex bondi ng agent conform ng
to ASTM C1059/ C1059V, Type II

b. Packaged, dry concrete repair materials conform ng to ASTM C928/ C928N
3.9.3 Renoval of Stains, Rust, Efflorescence, and Surface Deposits

Renove stains, rust, efflorescence, and surface deposits considered
obj ectionable by Contracting O ficer by methods acceptable to the
Contracting O ficer.

3.10 ACCEPTANCE OF WORK
3.10.1 Cener a

a. Rempove and repl ace defective areas [l arger than 31,000 square mr 48
square inches or 50 mr 2 inches deep]]| ]. Defects in shotcrete
i ncl ude honeyconbi ng, |am nations, dry patches, voids, or sand
pockets. Renpve defective areas in accordance with the procedures
described in paragraph titled "REPAIR OF SHOTCRETE".

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Specify acceptance criteria for degree of

rei nforcement encasenent or severity of defects.
Shotcrete that exhibits |am nations and voi ds,
exceedi ng the specified quality, should be renoved,
repl aced, or repaired. ACl 506. 4R provi des gui dance
for engineers, inspectors, contractors, and others
i nvol ved in accepting, rejecting, or evaluating

i n-place dry-nmix or wet-m x shotcrete.
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b. Shotcrete Wrk that neets specifications will be accepted.

c. Shotcrete Wirk that has previously failed to neet one or nore
requi renents, but has been repaired to bring it into conpliance will
be accept ed.

d. The Contracting O ficer will either accept or reject Shotcrete Wrk
that fails to neet one or nore requirenents and that cannot be brought
into conpliance. |Inplenent .odifications to the m xture proportions
or the shotcreting procedures to assure that remai ning Wrk conplies
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with the requirenents.

e. The basis for acceptance or rejection of shotcrete properties is the
speci fied compressive or flexural strength. When additional criteria,
properties, or both are required in the contract documents, acceptance
criteria includes conpliance with those requirenents.

3.10.2 Conpliance with Test Properties
3.10.2.1 Conpressive Strength

Consi der the conpressive strength adequate if the average of the three
cores froma test panel or fromin-place shotcrete exceeds 85 percent of
the specified conpressive strength and no single core is less than 75
percent of the specified conpressive strength.

[3.10.2.2 Fl exural Strength

The average flexural strength of a set of three test beans from one pane
nmust equal or exceed the specified flexural strength in the paragraph
titled "flexural strength and properties".

1[13.10.2.3 Boi | ed Absorption and Vol une of Perneabl e Voi ds

The average of tests on three specinens froma test panel, or from

i n-place shotcrete, nust be less than or equal to the specified boiled
absorption and specified volunme of perneable void linmts at the specified
test age with no single test greater than the specified boiled absorption
plus 1 percent.

1[3.10.2. 4 Fl exural Paraneters
For FRS, provide flexural parameters and toughness requirements conplying
with the requirenents specified in the paragraph titled "flexural strength
and properties"”.

1[3.10.2.5 Bond
The average of the bond strength of the specified number of cores nust
exceed the specified mninumstrength requirement of the paragraph titled
"Bond strength”, with no single core bond strength | ess than 75 percent of
the specified strength.

1[3.10.2.6 Al kali-silica Reactivity
Provi de concrete and concrete materials nmeeting one of the three
requi renents specified in the paragraph titled "Resistance to
al kali-silica reaction”

] -- End of Section --
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