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NOTE: This guide specification covers the

requi renents for special coatings as required for
harsh i ndoor |ocations or operations (any area
subj ected to chem cal and/or abrasive action), and
all outdoor installations.

Adhere to UFC 1-300-02 Unified Facilities Cuide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Renove i nformation and requirenments not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

PART 1 GENERAL

1.1 REFERENCES

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature

when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically
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pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

ASTM | NTERNATI ONAL ( ASTM

ASTM SI 10 (2016) American National Standard for Use
of the International Systemof Units (SI):
The Modern Metric System

MASTER PAI NTERS | NSTI TUTE ( MPI)

VPl ASM (2019) Architectural Painting
Speci ficati on Manual

SOCI ETY FOR PROTECTI VE COATI NGS ( SSPQ)
SSPC 7/ NACE No. 4 (2007) Brush-Of Blast d eaning
U S. GENERAL SERVI CES ADM NI STRATI ON ( GSA)

QPL- TNT- AP- 28 (2004) Paint, Al um num Heat Resisting
(1200 Degrees F)

1.2 SUBM TTALS

EE R R R S I R R I R R I R S R R R S R R R S I R I R I R R R R R S R R

NOTE: Review Submittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submttal
items in the text, to reflect only the submttals
required for the project. The Guide Specification
technical editors have classified those itens that
requi re Governnent approval, due to their conplexity
or criticality, with a "G" GCenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO for Area Ofice; "RO for
Resident Ofice; and "PO'" for Project Ofice. Codes
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1.

following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals
requi red as proof of conpliance for sustainability
Quiding Principles Validation or Third Party
Certification and as described in Section 01 33 00
SUBM TTAL PROCEDURES.
Choose the first bracketed itemfor Navy and Air

Force projects, or choose the second bracketed item
for Arny projects.

EE R R S I R R I R I R I R S R R R O S R R I R I R R S R R R R

Covernment approval is required for submittals with a "G or "S"
classification. Subnittals not having a "G' or "S" classification are
[for Contractor Quality Control approval.][for information only. Wen
used, a code following the "G' classification identifies the office that
will reviewthe submttal for the Governnment.] Subnmit the following in
accordance with Section 01 33 00 SUBM TTAL PROCEDURES:
SD-01 Preconstruction Subnittals
Equi prent List[; ¢, [ 111
SD- 03 Product Data
Heat - Resi stant Coatings[; C, [__ 111
Epoxy Coatings[; C[, [___ ]]]
Pol yur et hane Coatings[; ¢, [___ 111
Chl ori nat ed- Rubber Coatings[; C[, [__ 111
SD- 04 Sanpl es
Color Chips[; ¢, [___ ]]]
SD-07 Certificates
Heat - Resi stant Coatings[; C, [ 111

Epoxy Coatings[; G, [___ 111

Pol yuret hane Coatings[; C[, [___ 111
Chl ori nat ed- Rubber Coatings[; C, [ 11]
Manuf acturer's Printed Instructions[; G, [ 111

3  QUALITY CONTROL

Conply with Master Painters Institute (MPl) Standards indicated and |listed
in "MPl Approved Products List." Conply with the requirenents in "Ml
Architectural Painting Specification Manual" before any project is started.

Submit an equi pnent |ist consisting of a |ist of proposed equi pment to be
used in performance of construction work.
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Submit three color chips 75 mllineter by 100 nillineter 3-inch by 4-inch
or manufacture's pull-down of each finish color and gl oss as schedul ed.

.4 DELI VERY, STORAGE, AND HANDLI NG

Del i ver special coating materials to the project in their origina
contai ners bearing manufacturer's nane, descriptive |abel, and coating
formul ati ons. Provide new and unopened cont ai ners.

Store special coating materials in tightly closed containers in a covered,
wel | -ventilated area where they are not exposed to excessive heat, funes,
sparks, flane, or direct sunlight. Protect water-based coatings agai nst
freezing.

Store solvents, thinners, and equi pnent cleaners with the same care as the
coating materials with anmbi ent tenperatures continuously maintained at a
m ni murr 7 degrees C 45 degrees F

PART 2 PRODUCTS

2.

2

2.

1 PERFORMANCE REQUI REMENTS

Submit nanufacturer's catal og data including manufacturer's nane and
identification. Include detailed data analysis of each special coating
material required for the project, with all the coating constituents
nmeasured as percentages of the total weight of the coating. Also provide
manuf acturer's data concerning application, thinning, and average coverage
per liter gallon

1.1 Heat - Resi st ant Coat i ngs

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Heat-resistant coatings are divided into four
categories, with upper tenperature limts of 204
degrees C, 316 degrees C, 427 degrees C and 649
degrees C. 400 degrees F, 600 degrees F, 800 degrees
F and 1,200 degrees F

Coati ngs above 649 degrees C 1,200 degrees F are
ceram c coatings. Cenerally, coatings applied to
substrates where surface tenperatures vary

radi cally, do not have a long life span due to
vehicl e solid degradati on and thernoshock of the
metallic pigments. In areas such as this, consider

flame deposition of sacrificial netal coatings.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

1.1.1 Category 1, 10 to 204 Degrees C 50 to 400 Degrees F

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use the follow ng for ferrous surfaces where
surface tenperature does not exceed 204 degrees C
400 degrees F.

EE R R R S I R R I R I R S R R R R S I R R I R R R R R R R R

Provi de al kyd resin-based material for surface tenperature coatings not
exceedi ng 204 degrees C 400 degrees F. Apply a mnimmtwo coats of
coating with a dry-filmthickness of a mininur 0.1 mllineter 4 mls
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Apply an epoxy zinc prinmer as a first coat conforming to MPI ASN, No. 20
with the resin solids and zinc pignent not |ess than 80 percent of the
total weight of the material.

Wiite and col or pignented finish coats are an al kyd resin-based nateri al
with the resin solids and pignents not |ess than 85 percent of the total
wei ght of the material. Ensure pignments are heat-stable materials,
formul ated to col ors as schedul ed.

Ensure bl ack-pigmented finish coats are an al kyd resin, carbon-bl ack
pi gmented naterial with resin solids and pignents not |ess than 50 percent
of the total weight of the material.

Provi de al um num pi gnented finish coats that are an al kyd resi n-based
material with resin solids and pignents not |ess than 50 percent of the
total weight of the material.

.1.1.2 Category 2, 149 to 316 Degrees C 300 to 600 Degrees F

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use the followi ng for ferrous surfaces where
surface tenperature does not exceed 316 degrees C
600 degrees F.

EE R I R R S I R R I R I R I R S R R R R S I R R I R R R S S R S R R

Coatings for surface tenperatures not exceeding 316 degrees C 600 degrees F
are based on nodified silicone and silicone-based resins. Apply coatings
in not less than two coats with a dry-filmthickness of not less than 3
mils.

Provide a silicone-based resin zinc-pignented material with the resin
solids and zinc pignent for the first coat not |ess than 80 percent of the
total weight of the material.

Apply color pignmented finish coats using silicone-based resin materi al
with the resin solids and pignents not |ess than 80 percent of the
material's total weight. Pignments are heat-stable materials, fornul ated
to col ors as schedul ed.

Ensure bl ack-pigmented finish coat is a silicone-based resin carbon-bl ack
pigmented naterial with resin solids and pignents not |ess than 50 percent
of the total weight of the material.

Al umi num pi gnmented finish coats are a nodified, silicone-based-resin
material with the resin solids and pigments not |ess than 50 percent of
the total weight of the material.

.1.1.3 Category 3, 316 to 427 Degrees C 600 to 800 Degrees F

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use the follow ng for ferrous surfaces where
surface tenperature does not exceed 427 degrees C
800 degrees F.

EE R R R S I R R I R I R S R R R R S I R R I R R R R R R R R

Provide a nodified silicone or a silicone-based material of coating for
surface tenperatures not exceeding 427 degrees C 800 degrees F. Apply a
mnimmtwo coats with a dry-filmthickness of a minimunr 0.07 millineter 3

SECTION 09 96 00 Page 7



mls 1 mls per manufacturer's recomendati ons.

Provide a silicone-based resin, zinc-pigmented material first coat with
the resin solids and zinc pigment for the first coat not |ess than 80
percent of the total weight of the material

Ensure bl ack-pigmented finish coat is a silicone-based resin, carbon-black
pigmented naterial with resin solids and pignents not |ess than 50 percent
of the total weight of the material.

Al umi num pi gnmented finish coat is a a nodified, silicone-based-resin
material with the resin solids and pigments not |ess than 50 percent of
the total weight of the material

.1.1.4 Category 4, 427 to 649 Degrees C 800 to 1,200 Degrees F

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use the followi ng for ferrous surfaces where
surface tenperature does not exceed 649 degrees C
1, 200 degrees F.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de an al um num pi gnented, silicone-resin-based coating for surface
tenperatures not exceedi ng 649 degrees C 1,200 degrees F conformng to
QPL- TNT- AP- 28, as nodifi ed.

Apply a minimumtwo coats with a mininunm 0.05 millinmeter dry-film
t hi ckness of 2 mls

Ensure the coating pigment contains a mnimum 28 percent al um num based
on the total weight of the material. Ensure coating contains a m ninmm of
22 percent silicone resin and a maxi nrum of 49 percent of volatile thinners
and driers based on the total weight of the material

.2 MATERI ALS
2.1 Epoxy Coati ngs

Conformto MPI ASh, No. 116 for epoxy coatings and epoxy block filler, as
nodi fi ed.

Resins for finish coats are based on a pol yani de-cured, epoxy-resin
material. Apply finish coats with a dry-filmthickness of not I|ess than
0.1 miIlineter 4 mls per coat. Finish color and gloss are as indicated.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use Epoxy resin coatings where surface
coatings require high corrosion resistance, chenica
resi stance, bond strength, UV resistance, and

t oughness.

Am ne- cured epoxy coatings have higher resistance to
chemical attack and better color retention than

pol yani de- cured epoxy coatings. Polyam de-cured
epoxy coatings have higher water resistance and bond
strength than am ne-cured coati ngs.

NOTE: Consider the Dry-filmthickness given as a
m ni mum and may be revised as required to suit

SECTION 09 96 00 Page 8



condi ti ons and surface use.

EE R I R R S I R R I R I R I R S R R R R S R I R R R R S R R R R S O

2.2.1.1 Concrete Surface Coatings

2.

Apply a [epoxy coating systemin confornmance with MPI ASVN, No. 77]

[ wat er - based epoxy coating systemin conformance with MPI ASN, No. 115]
for vertical concrete surfaces. Apply an epoxy slip-resistant deck
coating systemin conformance with MPI ASN, No. 82. Apply a prine coat to
fill concrete surface pores with a total dry-filmthickness of not |ess
than 0.05 millimeter 2 mls

.2.1.2 Masonry Surfaces Coatings

Apply a[n] [Water-Based, Light-Industrial Coating Systemin conformance
with MPI ASN, No. 110] [Epoxy Coating Systemin conformance with MPl ASN,
No. 77] [Water-Based Epoxy Coating Systemin conformance with VPl ASN, No.
115] [Pol yuret hane, Pignented, Over Epoxy Coating Systemin confornmance
with MPI ASN, No. 72]. Apply a block filler to fill surface pores with a
total dry-filmthickness of not less than 0.2 millineter 7 mls

.2.1.3 Ferrous and Gal vani zed Metal Surface Coatings

Coatings on ferrous and gal vani zed netal surfaces consist of a prine coat
and not less than two finish coats. Conmply with MPI ASVN, No. 101 for an
epoxy zinc prinmer with a netallic-zinc pignment for the substrate to be
coated and the end use of the coated surface. Ensure resin solids and
zinc pigment are not |ess than 80 percent of the total weight of the
coating material. Apply prinme coat with a total dry-filmthickness of not
less than 0.1 millineter 4 mls. Provide an epoxy-based finished coat as
speci fi ed.

.2.1.4 Al umnum Surface Coatings

Apply an Epoxy Coating Systemin conformance with MPI AShN, No. 80 and
MPI ASN, No. 77. Apply a prine coat with a total dry-filmthickness of
not less than 0.1 millineter 4 mls

2.2 Pol yur et hane Coat i ngs

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Pol yur et hane-based coatings are used where
surfaces to be coated require high abrasion

resi stance, good flexibility and chem ca

resi stance, WV resistance, and are a two-part,
prepol yner, catalytic-cured resin materi al

The two-part prepolymer, catalytic-cured, resin
based nmaterials are used for heavy-duty coatings
wher e abrasion resistance and chenical resistance
are required. Catalytic-cured resins are formul ated
as clear coatings and in a limted range of

pi gment ed coati ngs.

EE R R R S I R R I R I R I R S R R R R S R I R I R I R R S R R S R R R

Ensure pol yurethane coati ngs use ASTM SI 10 and conformto MPI ASV for each
substrate indicated.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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NOTE: Dry-filmthickness given are considered
m ni mum and may be revised as required.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Resins for finish coats are based on a two-part, prepolymer,

catal ytic-cured, polyurethane naterial. Apply catalytic-cured coatings
with a total dry-filmthickness of not less than 0.25 millineter 10 mls
per coat. Indicate finish color and gl oss on the schedul es.

.2.2.1 Concrete Surface Coatings

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: Policy is to avoid coating of exposed
concrete unless it is considered aesthetically
desirabl e.

Rk Ik Sk kR IR R R O O Ok e S S R AR Ik R R O o O R O I S bk b R

Apply a [pol yurethane, pignented coating systemin conformance with MPI ASN
No. 72 and MPI ASV, No. 80] [ Polyurethane, Cear, Two-Conponent Coating
Systemin conformance with MPI AShN, No. 78]. Ensure the prine coat fills
surface pores with a total dry-filmthickness of not |ess than 0.05
mllineter 2 mls. Finish coats are pol yurethane-based material as
speci fi ed.

.2.2.2 Masonry Surface Coatings

Apply a pol yuret hane, clear, two-component coating systemin conformance
with MPI ASN, No. 78. Apply block filler to fill surface pores with a
total dry-filmthickness of not less than 0.2 millinmeter 7 mls. Finish
coats are pol yurethane-based material as specified.

.2.2.3 Ferrous and Gal vani zed Metal Surface Coatings

Apply a [pol yurethane, pignented coating systemin conformance with VPl ASN
No. 72, MPI ASVN, No. 77, and MPI ASN, No. 101] [ high-performance
architectural latex coating systemin conformance with MPI ASVN, No. 134,

No. 138, and MPI ASN, No. 140]. Apply a prine coat with a dry-film

t hi ckness of not less than 0.05 nmillinmeter 2 mils. Finish coats are

pol yur et hane- based materi al as specified.

.2.2.4 Al umnum Surface Coatings

Apply a water base, light industrial coating systemin conformance with |
MPI ASN, No. 95] [MPI ASN, No. 77 and MPI ASl, No. 80 for epoxy coating] |
VPl ASN, No. 80 for pol yurethane] coats on al um num surfaces. Prine coat
is a pol yurethane-resin material as recommended by the coating

manuf acturer for the substrate to be coated. Apply prime coat with a
dry-filmthickness of not less than 0.05 nmillineter 2 nils. Finish coats
are pol yuret hane-based nmaterial as specified.

.2.2.5 Wbod Surface Coatings

Apply a [ pignmented pol yurethane coating in conformance with VPl ASN, No.
72] [ cl ear pol yurethane two-conponent coating in confornmance with MPI ASW,
No. 13 and MPI ASVN, No. 78]. Apply prine coat with a dry-filmthickness
of not less than 0.12 millineter 5 mls. Finish coats are

pol yur et hane- based material as specified.
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2.2.3 Chl ori nat ed- Rubber Coati ngs

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Chl ori nat ed-rubber - based coatings are used
where the surface coating requires high resistance
to water, salt spray, noist gases, and inorganic
acids at 24 degrees C 75 degrees F

Chl ori nated rubber resins cannot be used in the
unnodi fied state; they tend to deteriorate when
exposed to heat and ultraviolet light.

Chl ori nat ed-rubber resins are generally nodified
wi t h phenolic resins.

Chl ori nated rubber coatings are based on nodified,
chl ori nat ed-rubber, phenolic-resin materials.

Coatings are formul ated as gray and white coating
with a wide range of tints for white base naterial

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: The dry-filmthickness given is considered
the m ni mum and may be revised to suit conditions
and surface use.

EE R I R R S I R R I R I R I R S R R R R S I R R I R R R S S R S R R

Base resins for finish coats on a nodified, chlorinated-rubber

phenolic-resin material. Ensure coating materials contain not |ess than
20 percent chlorinated rubber resin, based on the total weight of the
material. Apply finish coats with a dry-filmthickness of not Iess than

0.07 miIlimeter 3 mls per coat. Finish coating color is as indicated.

2.2.3.1 Concrete Surface Coatings

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Policy is to avoid coating of exposed
concrete unless it is considered aesthetically
desi rabl e.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Apply a minimumthree coats on concrete surfaces. Provide prime coats
with a chlorinated-rubber resin material as recommended by the coating
manuf acturer for the substrate to be coated and the end use of the coated
surfaces. Ensure the prime coat fills concrete surface pores with a tota
filmthickness of not less than 0.05 millimeter 2 mls. Finish coats are
chl ori nat ed- r ubber - based coati ngs as specified.

2.2.3.2 Masonry Surface Coatings
Apply a mi nimum of two finish coats of nmasonry block filler on nasonry
surfaces. Block fillers are based on an epoxy-ester resin material as
recommended by the coating manufacturer for the substrate and end use of
the coated surface. Fill surface pores with block filler at a total film
thi ckness of not less than 0.2 mllineter 7 nils. Finish coats are
chl ori nat ed-rubber - based coatings as specified.

2.2.3.3 Ferrous and Gal vani zed Metal Surface Coatings

Apply a minimumtwo coats of high performance architectural |atex coating
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in conformance with MPI AShN, No. 79 on ferrous and gal vani zed net al
surfaces. Apply prinme coat with a dry-filmthickness of not l[ess than
0.07 miIlimeter 3 mls. Finish coats are chlorinated rubber-based
coatings as specified.

2.2.3.4 A um num Surface Coatings

Apply a minimumthree coats of quick drying priner for alunm num surfaces.
Ensure prine coats conformto MPI ASh, No. 80 for alum num coating system

PART 3 EXECUTI ON
3.1 PREPARATI ON
3.1.1 Surface Preparation

Protect adjacent materials and equi pnent agai nst damage from spill age,

dri ppi ng, and spatter of coating naterials. Leave clean building
material s and equi pnent with all damaged surfaces corrected. Provide "WET
PAI NT" signs to indicate newy painted surfaces.

Protect work of other trades agai nst damage from coating operation
Correct damage by cl eaning, repairing, replacing, and recoating, as
approved by the Contracting O ficer, and | eave in an undanaged condition
At conpletion of construction activities of other trades, touch up and
restore danaged or defaced coated surfaces.

Provide forced ventilation for interior spaces during application and
drying of coatings to prevent the buildup of toxic or explosive
concentrations of solvent vapors.

Provide fire extinguishers of the required quantity and correct type to
conbat flammable liquid fires.

Di spose of rags that are used to wi pe up coating materials, solvents, and
t hi nners by drenching with water and placing themin a covered netal
cont ai ner

3.1.2 C eani ng

At end of each workday, renove rubbish, enpty cans, rags, and other
di scarded materials fromProject site.

After conpleting coating application, clean spattered surfaces. Renove
spattered coatings by washing, scraping, or other methods. Do not scratch
or damage adj acent finished surfaces.

Cl ean application equi prent pronptly and thoroughly with a suitable
sol vent after each use and stored in a clean, covered, well-ventil ated
cont ai ner.

3.1.3 Concrete Surfaces

Conformto MPI ASNh for substrates indicated. Renove plates, machi ned
surfaces, and simlar itens already in place that are not to be coated.
Provi de surface-applied protection before surface preparati on and coati ng
where renoval is inpractical or inmpossible. After conpleting coating
operations, reinstall itens that were renoved.
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Clean dirt, oil, grease, and inconpatible paints fromsubstrates to ensure
bondi ng. Coordinati on of shop-applied prine coats wi th high-performance
coatings is critical. Renove inconpatible priners. Reprime substrate
with conpatible prinmers as required to produce coating systens indicated.

3.1.3.1 Concrete Substrates

Renove rel ease agents, curing conpounds, efflorescence, and chal k. Maxi mum
al | owabl e nmoi sture content of concrete is 12 percent. Measure noisture
content with an electronic noisture neter

Clean surfaces with pressurized water. Use pressure range of [ 10 350 to
27 580 kPa 1500 to 4000 psi at 150 mmto 300 mm 6 inch to 12 inch][ 27 580
to 68 950 kPa 4000 to 10,000 psi].

Conply with SSPC 7/ NACE No.4 (NACE No. 4), "Brush-Of Blast C eaning" for
abr asi ve cl eani ng.

3.1.3.2 Clay Masonry Substrates

Renpve effl orescence and chal k. Do not coat surfaces if npisture content
or alkalinity of surfaces exceeds that permitted in manufacturer's witten
i nstructions.

Clean surfaces with pressurized water. Use pressure range of [690 to 4140
kPa 100 to 600 psi] [10 350 to 27 580 kPa 1500 to 4000 psi] at 150 to 300
m6 inch to 12 inch.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Del ete paragraph below if priners are shop
applied and are not renoved in the field.

EE R R R I R R R R I R S R R R R O S R R S I R R R R R S R R R R

3.1.3.3 St eel Substrates

Renove rust and | oose mill scale. dean using nethods recomended in
witing by coating manufacturer. Conformto SSPC 7/ NACE No. 4 for bl ast
cl eani ng.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: @Gal vani zed-nmretal substrates should not be
chronmat e passivated (conmercially known as
"bonderi zed"). |f galvanized netal is chronate
passi vated, consult manufacturers for appropriate

surface preparation and priners.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

3.1.3.4 Galvani zed- Metal Substrates
Renove grease and oil residue from gal vani zed sheet netal fabricated from
coil stock by mechanical nethods to produce clean, lightly etched surfaces
t hat pronote adhesi on of subsequently applied coatings.

3.1.3.5 Al uni num Subst r at es

Renmove surface oxidation
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3.1.3.6 Wood Substrat es

Whod substrates that contain small surface knots are prepped by sanding
surfaces snmooth. Apply a thin coat of knot seal er before applying an
interior |atex-based wood primer. Prine edges, ends, faces, undersides,
and back sides of wood. After prinmng, fill holes and crevices to the
finished surface with putty or plastic wood filler. After finished
surface is dry, snooth surface by sanding, for a finished product.

3.1. 4 Coating Material Preparation

M x and prepare coating nmaterials in accordance with the coating
manufacturer's printed instructions for applying the particular materia
and coat. Keep materials which are not in actual use in closed containers.

Coating materials that have been nixed with an automatic shaker are
allowed to stand to | et air bubbles escape, then given a final hand m xi ng
before application. Stir naterials so as to produce a mxture of uniform
density. Stir at frequent intervals during application to prevent
skinning. Do not stir filmwhich my formon the surface of the

material. Renove filmand strain, if necessary.

3.1.4.1 Thi nni ng

Thinning is done in accordance with coating nmanufacturer's printed
directions for the particular nmaterial and coat.

3.1.4.2 Tinting

Ensure prine and internedi ate coats of paint are slightly different tints
fromthe finish coat to facilitate identification of each coat. Tinting
is done by the coating nmanufacturer and clearly identified as to color and
coat .

3.2 APPLI CATI ON

Do not performexterior painting in danp or rainy weather. Interior
painting is not allowed until the building is enclosed and has thoroughly
dried out. Painting is not allowed bel ow 10 degrees C 50 degrees F or
above 35 degrees C 95 degrees F. Apply paint in accordance with the
coating manufacturer's recomendati ons, and as specified.

Ensure coating application is done by skilled applicators. Apply coatings
to clean and properly prepared surfaces. Apply coatings with clean

hi gh-quality application equiprment. Allow sufficient time between coats
to ensure conplete drying and curing. Sand and dust surfaces between
coatings, as required, to produce a surface free of visible defects.
Lightly sand high gl oss coatings and clear finishes between coats to
ensure bond of follow ng coats.

Apply coats to the surfaces in an even film C oudi ness, spotting,
hol i days, |aps, application marks, runs, sags, and other simlar surface
i nperfections are not acceptable. Renpve defective coating applications
and re-coat as directed.

Ensure coating |ines such as wai nscots are sharp, true, and well -defined.

Tape may be used to establish coating lines, providing tape is renoved
bef ore raggi ng or sawt ooth edges form
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Ensure surfaces, including edges, corners, crevices, welds, and other
simlar changes in surface plane, nmeet the dry-filmthickness not |ess
t han specifi ed.

3.2.1 Brush Application

Use clean, proper size brushes for high-quality application of the
specified coating materials. Brush out slowdry coatings. Brush out
qui ck-dry coatings only enough to spread out evenly.

3.2.2 Rol I er Application

Use clean roller covers of the proper nap |l ength, nap texture, and
material for high-quality application of the specified coating nmaterials.

Ensure roller application is equivalent in all respects to the sane coats
appl i ed by high-quality brush application

3.2.3 Spray Application

[ Do not allow spray application of coatings.Spray application equi pnent is
l[imted to airless-spray equi pment and el ectrostatic-spray equi prent.
Ensure equi pnment is clean and operated by worknen skilled in high quality
application of coating naterials.

][ Spray application of coatings is linited to finish coats on netal frane
wor ks, siding, decking, wire nesh, and other surfaces where hand work
woul d be inferior. Apply spray coatings as equivalent in all respects to
the sane coats applied by high quality brush application. Permt each
spray coat to cure before the succeeding coat is applied. Do not double
back with application equipnment, for the purpose of building up film
t hi ckness of two coats in one operation

][ Cover surfaces adjacent to sprayed areas to prevent damage from overspray,
coating rebound, and spray drift.

13.3 FI ELD QUALI TY CONTRCL

3.3.1 Field Test
CGovernment may take dry-filmtests fromtime to time on finished
surfaces. Apply additional coatings to surfaces where there is less than
the m ni mum speci fied dry-fil mthickness.

3.3.2 Repai ri ng
Renove damaged and unacceptabl e portions of conpleted work and repl ace
with new work to nmatch adj acent surfaces at no additional cost to the
Gover nment .

-- End of Section --
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