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Ref erences are in agreenent with UVRL dated July 2009
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SECTION 06 13 33

Pl ER TI MBERWORK
04/ 06
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NOTE: This gui de specification covers the
requirenents for tinber piers and tinber work on
other than tinber piers.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
i nsert appropriate information

Remove information and requirenments not required in
respective project, whether or not brackets are
present.

Comrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnitted as
a Criteria Change Request (CCR
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NOTE: This specification also includes requirenents
for fram ng of tinber bearing and fender piles to

ot her pier work where required. Specification
requirenents for tinber bearing and fender piles
will be found in Section 31 62 19.00 20 TI MBER PI LES
for fresh water use and in Section 31 62 19.13 WOOD
MARI NE PI LES for nmarine use. Due to the severity of
salt water environment, glued | am nated wood i s not

included in this guide specification
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NOTE: On the project draw ngs, show

1. Location, size, thickness, and stress rating of
tinbers

2. Size and spacing of fasteners
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3. Soil data, where required.
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RID outside of the Section's
Reference Article to autonmatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN WOOD PROTECTI ON ASSCOCI ATI ON ( AWPA)
AWPA C2 (2003) Lumnber, Tinmber, Bridge Ties and

Mne Ties - Preservative Treatnment by
Pressure Processes

AWPA M4 (2002) Standard for the Care of

Preservative-Treated Wod Products
AVWPA Nb (1996) Brands Used on Forest Products
AVWPA P2 (2001) Standard for Creosote Sol utions
AWPA P5 (2005) Standard for Waterborne

Preservatives
ASTM | NTERNATI ONAL ( ASTM
ASTM A 123/ A 123M (2009) Standard Specification for Znc

(Hot-Di p Gal vani zed) Coatings on Iron and
St eel Products

ASTM A 153/ A 153M (2009) Standard Specification for Zinc
Coating (Hot-Dip) on Iron and Stee
Har dwar e
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ASTM A 307 (2007b) Standard Specification for Carbon
Steel Bolts and Studs, 60 000 PSI Tensile
Strength

U. S. DEPARTMENT OF DEFENSE ( DOD)

M L- P-21035 (Rev B; Notice 2) Paint, Hi gh Zi nc Dust
Content, Galvani zing Repair (Metric)

U S. CENERAL SERVI CES ADM NI STRATI ON ( GSA)
FS RR-W 410 (Rev E) Wre Rope and Strand

1.2 SUBM TTALS
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NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnittals
required for the project. Submittals should be kept
to the mninumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
subnmittals are already marked with a “G'. Only
delete an existing “G if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags may be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Management System (RMB) are: "AE" for
Architect-Engineer; "DO for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.
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Covernment approval is required for submittals with a "G designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the subnmittal for
the Governnment.] The followi ng shall be submitted in accordance with
Section 01 33 00 SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O

SECTION 06 13 33 Page 3



1

NOTE: Do not require shop drawi ngs on new
construction unless the contract draw ngs show
insufficient detail. GCenerally, on repair
construction, no shop drawi ngs are needed, except
where draw ngs contain no details.
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Pi er tinberwork

Submit drawi ngs of treated tinmber show ng dinensions of cut,
framed, or bored tinbers.

SD- 06 Test Reports
Ti mber preservative inspection
Delivery inspection I|ist
SD-07 Certificates
MSDS and CI' S
3 DELI VERY AND STORAGE

Open-stack untreated tinber and | unber material on skids at |east 300 mr 12
i nches aboveground, in a manner that will prevent warping and all ow
sheddi ng of water. Cl ose-stack treated tinmber and |unber material in a
manner that will prevent long tinbers or prefraned material from saggi ng or
becom ng crooked. Keep ground under and within 1.5 nm 5 feet of such piles
free of weeds, rubbish, and conmbustible materials. Protect materials from
weat her. Handle treated tinmber with ropes or chain slings w thout dropping,
breaki ng outer fibers, bruising, or penetrating surface with tools. Do not
use cant dogs, peaveys, hooks, or pike poles. Protect tinber and hardware
from damage.

.4 QUALI TY ASSURANCE

4.1 MSDS and CI' S

Provide Material Safety Data Sheets (MSDS) and Consuner |nformation Sheets
(Cl'S) associated with tinber pile preservative treatnment. Contractor shal
comply with all safety precautions indicated on MsDS and Cl S.

4.2 Ti mber Preservative |nspection

Submit the inspection report of an independent inspection agency, for
approval by the Contracting Oficer, that offered products conplying with
appl i cabl e AWPA Standards. ldentify treatnment on each piece by the quality
mark of an agency accredited by the Board of Review of the Anerican Lunber
Standard Committee.

. 4.3 Delivery Inspection List

Field i nspect and subnmit a verification |list of each treated tinber menber
and each strapped bundl e of treated | unber indicating the wording and
lettering of the quality control markings, the species and the condition of
the wood. Do not incorporate materials damaged in transport fromplant to
site. Inspect all preservative-treated wood, visually to ensure there are
no excessive residual materials or preservative deposits. Material shal
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be clean and dry or it will be rejected due to environnental
PART 2 PRODUCTS
2.1 MATERI ALS
2.1.1 Lunmber and Ti nbers
2.1.1.1 Solid Sawn

concerns.
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f act or

NOTE: Specify stress rating or assure that stress
rating is shown on the drawings. Allow a design
for reduction of tensile strength due to
preservative treatnent.
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Provi de solid sawn |unber and tinbers of stress-rated Southern Pine or

Dougl as Fir-Larch, with a stress rating [of [

i ndi cat ed],
i ndependent

associ ation recogni zed as covering the species used.

i ndependent

American Lunber Standards Comm ttee,

MPa [ ]

psi] [as

and identified by the grade mark of a recogni zed associ ati on
i nspection agency using the specific grading requirements of

i nspection agency shal
to grade the species used.

The associ ation or
be certified by the Board of Review,

Use
joists and

or
an

commerci al grade | unber for secondary nmenbers such as decking,
railings.
2.1.1.2 Preservative Treat ment
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NOTE:
Wher ever
for

possi bl e,
both tinbers and piling on the job.

1. For tinber in contact with salt water

Preservatives and preservative treatnment:
use the sane type of treatnent

or salt

wat er splash: pressure treat with either creosote,

or water-borne preservative, or dua
creosote and wat er - borne preservative.

2. For wood not
wat er spl ash:
for

a. Water-borne preservative

in contact with salt water

treat with

or salt

nost tinber work,

especi ally where contact with human skin is evident.

b. Creosote, to be considered for

pi ers where color, odor, etc. of creosote

heavy industri al

i's not

obj ecti onabl e and where contact with human skin is

not likely to occur

3. Usage: In general
determ ned by the marine borers preval ent
locality.
determi ne | ocal

appropriate AWPA treatnent, for

treatment type will

be
in the

Consult with the EFD applied biologist to
mari ne borers and the npst
the location and use.
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Fabricate |unmber and tinbers before preservative treatnent.
be branded, by the producer,

treated | unber or tinber shal
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with AWPA M5. Treat wood to be used in contact with salt water or salt

wat er splash in accordance with AWPA C2 (Material Subject to Marine Borer
Exposure) with [creosote] [water-borne preservative] [dual treated, with
creosote and wat er-borne preservative]. For wood not in contact with salt
water or salt water splash, treatnent shall be in accordance wth AWA C2
(For Above Ground, Soil Contact or Fresh Water Use) with [water-borne
preservative (AWPA P5) except that chromated zinc chlorides,

pent achl or ophenol - ammoni acal systemns, and al kyl anmoni um conpounds wi || not
be all owed] [creosote AWPA P2)]. The Contractor shall be responsible for
the quality of treated wood products.

1.2 Har dwar e
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NOTE: G ve special attention to corrosion
protection of hardware used with tinber preserved
with water-borne salts. Specify protection ranging
fromsinple coatings to changi ng of the hardware
nmet al s dependent upon the required use and critica
features of the hardware. Hot-dip gal vani zed
hardware and fasteners will usually suffice in such
cases.
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Bolts with necessary nuts and washers, timnber connectors, drift pins,
dowel s, nails, screws, spikes, and other fastenings. Bolts and nuts shal
conformto ASTM A 307. Provide cast-iron ogee, nulleable iron washers, or
plate or cut washers where indicated. Provide bolts with washers under nut
and head. Provide tinmber connectors and other netal fastenings of type and
size shown. Hot-dip galvanize [hardware] [__ ].

.1.2.1 Wre Rope and Fittings
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NOTE: G ve special attention to corrosion
protection of hardware used with tinmber preserved
with water-borne salts. Specify protection ranging
fromsinple coatings to changi ng of the hardware
nmet al s dependent upon the required use and critica
features of the hardware. Hot-dip gal vani zed
hardware and fasteners will usually suffice in such
cases.
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FS RR-W 410, [Type |, Cass 2] [Type Ill, Cass 2 or 3]. Provide staples of
10 mr 0. 375 inch dianeter zinc-coated steel at |least 125 mr 5 inches
long. Provide clips or clanps of zinc-coated steel.

.1.2.2 Zinc-Coating

Gal vani ze steel specified or indicated by the hot-dip process in accordance
with ASTM A 123/ A 123N or ASTM A 153/ A 153l, as applicabl e.

PART 3 EXECUTI ON

3.

1 CONSTRUCTI ON

Cut, bevel, and face tinbers prior to plant preservative treatnent. In
addition to the contract clause entitled "Accident Prevention" provide
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3.

3.

3

3

protective equi pment for personnel fabricating, field treating, or handling
materials treated with creosote or water-borne salts. Refer to paragraph
entitled "MSDS and CI S. "

1.1 Fram ng

Cut and frame lunber and tinmber so that joints will fit over contact
surface. Secure tinbers and piles in alignnent. Open joints are
unacceptable. Shimring is not allowed. Bore holes for drift pins and
dowels with a bit 2 mr 1/16 inch less in dianeter than the pin or dowel.
Bore holes for truss rods or bolts with a bit 2 nm 1/16 inchlarger in
dianeter than rod or bolt. Bore holes for lag screws in two parts. Mke
| ead hole for shank the sane dianeter as shank. Make |lead hole for the
threaded portion approximately two-thirds of the shank dianeter. Bore
holes in small tinmbers for boat or wire spikes with a bit of the sane

di aneter or smallest dinension of the spike to prevent splitting.

Count erbore for countersinking wherever snooth faces are indicated or
speci fi ed.

1.2 Fender Systemns

Face fender piles to receive chocks. Use only full-length tinbers for
chocks and tightly fit against fender piles. Face fender piles to provide
a flat bearing against wales. Splice wales in location in a nmanner [as
existing] [as indicated]. Additional splicing of wales will not be
permtted. Bevel tops of fender piles outboard as indicated. Wap pile
clusters with wire rope. Fasten wire rope with clips and stapl es.

1.3 Bul kheads
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NOTE: Assure that the draw ngs show bul kheads of
sufficient height and width to prevent danmage from
erosion both to the side and from beneath the

bul khead. Where soil pressure agai nst the bul khead
i s high, special anchorage neasures nay be needed,
such as tiebacks with concrete or tinber dead-nen or
bul khead pil es.
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Make tinber bul kheads at |and end of pier of height and wi dth indicated.
Provi de special anchorage such as bul khead pil es or dead-nen, as indicated.

1.4 Framed Bents

.1.4.1 Footi ngs

Bed mudsills to bearing and tanmp in place. Finish concrete pedestals for
support of franed bents so that the sills will have even bearing.

.1.4.2 Posts and Ti nbers
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NOTE: Recommend use of 25 nm one inch di aneter
dowel s, bolts, and drift bolts in underwater or
spl ash zone conditions.
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Provi de even bearing for sills on nudsills, piles, or pedestals. Drift
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bolt sills to nmudsills, piles, or pedestals with bolts of at |east [20]

[24] mmr [3/4] [one] inch [the indicated] dianeter that extend into
mudsills, piles, or pedestals at least O mr 6 inches. Cast dowels or bolts
into concrete pedestals. Wen indicated, renove earth fromcontact with
sills to provide for free air circulation. Saw posts for franed bents to
proper length (vertical or batter) and provide even bearing on pedestals or
sills. Fasten posts to sills with dowels of at |east [20] [25] nm [3/4]
[one] inch [the indicated] dianmeter extending at |east 150 mr 6 inches into
posts.

3.1.5 Br aci ng
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NOTE: Recommend use of 25 mmr one inch dianeter
dowel s, bolts, and drift bolts in underwater or
spl ash zone conditions.
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Align bents before bracing is placed. Provide bracing of sufficient [ength
to provide a m ni mum di stance of 200 mr 8 inches between outside bolt and
end of brace. Bracing and girts shall bear firmy against piles or tinmnber
to which secured. Place fillers to avoid bending the bracing nore than 25
nmr one inch out of |ine when bracing bolts or other fastenings are drawn up
tight. Built-up fillers will not be permtted. Make filler a single piece
of the sanme treated lunber as that in the brace, with a width of at |east
150 mm 6 inches and a length of at |least 300 mr 12 inches. Bolt ends of
bracing through pile, post, or cap with a bolt of at least [20] [25] mv
[3/4] [one] inch [the indicated] dianeter. Bolt or boat spike internediate
i ntersections as indicated.

3.1.6 Caps
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NOTE: Recommend use of 25 nm one inch di aneter
dowel s, bolts, and drift bolts in underwater or
spl ash zone conditi ons.
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NOTE: This paragraph is based on tinmber caps on
tinber piles. Delete or nodify this paragraph as
necessary to acconmpdate other systens.
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Prior to placing caps, prepare tops of posts or piles according to

par agraphs entitled, "Field Treatnent." Place tinber caps to secure
bearing over tops of supporting posts or piles and to secure even alignnent
of their ends. Secure caps by drift bolts of at least [20] [25] mm [ 3/4]
[one] inch [the indicated] dianeter extending at |east 225 mm 9 inches into
posts or piles. Place drift bolts in the center of pile or post.

3.1.7 Stringers

Pl ace crown up and, if possible, the better edge of deck stringers down.
Tops of stringers shall not vary froma plane nore than will pernit bearing
of the floor on stringers. Butt-joint and splice outside stringers, but
lap interior stringers to take bearing over full wi dth of cap or floor beam
at each end. Break joints if stringers cover two spans. Toenail or drift
bolt stringers as indicated. Stringers may be of sufficient length to
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cover two spans, except on sharp horizontal curves. Between stringers,
frane and toenail cross-bridging or solid-bridging at each end with at

| east two nails for cross-bridging and four nails for solid-bridging. Make
size and spacing of bridging as indicated.

.1.8 Decki ng

Make decking of a single thickness of plank supported by stringers or
joists. Unless otherwi se indicated, lay plank with heart side down and
with tight joints. Spike each plank to each joist or nailing strip with at
| east two spi kes. Provide spikes at | east 101 nm 4 inches greater than the
thi ckness of plank. Place spikes at least 63 mm 2 1/2 inches from edges of
the plank. Cut ends of planks parallel to center line of pier. G ade

pl anks as to thickness and lay so that adjacent planks vary |less than 2 nm
1/16 inch.

. 1.9 Wheel Guard and Railing

Lay wheel guards in sections at least 3.6 m 12 feet long; bolt through

fl oor plank and through outside stringer or nailing piece with 20 mr 3/4
inch bolts spaced 1.2 m 4 feet or |less apart. Bevel wheel guards on pier
side as shown. Provide wheel guard material surfaced on four sides (S4S)
on the top edge and pier side. Provide surfaced (S4S) material for
railings.

.1.10 Fast eni ng

Vertical bolts shall have nuts on the | ower end. Were bolts are used to
fasten tinber to tinber, tinber to concrete, or tinmber to steel, bolt
nenbers together when they are installed and retighten i mediately prior to
final acceptance of contract. Provide bolts having sufficient additiona
threading to provide at least 31 mmper n 3/8 inch per foot thickness of
timber for future retightening. [Provide tinber connectors of types
indicated. Install split-ring and shear-plate connectors in pre-cut
grooves of the di nensions [shown] [as recommended by the manufacturer].
Force toothed-ring and spi ke-grid connectors and clanping plates into the
contact surfaces of tinbers joined by neans of proper pressure tools; at
joints, enbed connectors of these types sinultaneously and uniformy.]

.1.11 W apping Pile Custers and Dol phins

Fasten ends of wire rope with two zinc-coated clips or clanps. Draw piles
together, and bear on adjacent piles and structure as shown. Provide and
draw uptight through bolts before wapping is finally secured. Attach wire
rope to piles [with staples] [as indicated].

.2 FI ELD TREATMENT
.2.1 Ti mber wor k

Field treat cuts, bevels, notches, refacing and abrasions made in the field
in treated piles or tinbers in accordance with AWA M4, MBDS and CIS. Wbod
preservatives are restricted use pesticides and shall be applied according
to applicable standards. Trimcuts and abrasions before field treatnent.
Pai nt depressions or openings around bolt holes, joints, or gaps including
recesses forned by counterboring, with [hot creosote oil] [preservative
treatment used for piles or timber]; and after bolt or screwis in place,
fill with hot pitch or a bitunmastic conpound.
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3.

2.2 Piling and Post Protection

In accordance with AWPA M4, inmediately after pile or post tops are cut off
and prior to placenent of pile cap, protect pile or post top with several
heavy applications of the sane preservative used to treat the pile or post,
or el se copper naphthenate sol utions containing a mnimum of 2 percent
copper metal may be used with treated products. Seal ends with a heavy
application of coal-tar pitch or other appropriate sealer.

.2.3 Gal vani zed Surf aces

Repair and recoat zinc coating which has been field or shop cut, burned by
wel di ng, abraded, or otherw se damaged to such an extent as to expose the
base metal. Thoroughly clean the damaged area by wi re brushing and renove
traces of welding flux and | oose or cracked zinc coating prior to
painting. Paint cleaned area with two coats of zinc oxide-zinc dust paint
conformng to M L-P-21035. Conpound paint with a suitable vehicle in a
rati o of one part zinc oxide to four parts zinc dust by weight.

-- End of Section --
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