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SECTION 09 69 13

RIG D GRI D ACCESS FLOORI NG
04/ 07
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NOTE: This Cuide Sspecification covers the
requirenents for rigid grid access flooring.

Edit this guide specification for each project
specific requirenments by addi ng, deleting, or
revising text. Choose applicable bracketed itens(s)
or insert appropriate information

Remove information and/ or requirenents not rel ated
to the respective project, whether or not brackets
are present.

Comment s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnmitted as
a Criteria Change Request (CCR)

EE R R R S I R R R O I R R R R R S R R I R R R S R R S R R

PART 1 GENERAL

Rk Rk Rk R R IR R R Sk O O e S O R AR Rk R Rk O kO I R IR R I b I Rk I o

NOTE: This specification does not include the floor
upon which the el evated floor is superinposed,
except to define the nature and condition of the
supporting floor.

Access flooring systens include floor panels,
pedestal s and itens such as stringers, steps, ranps,
closures and trim Access flooring systens nust be
designed to accompdate static, rolling and inpact

| oadi ngs.

None of the nechanical and el ectrical services

essential to the operation of equipnent are
i ncluded. Coordinate with nmechanical and el ectrica
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to provide ventilation and cabl e openings which will
be required.

The designer is responsible for identifying and
defining requirenents for the floors. Draw ngs nust
indicate location and linmits of the flooring
systens, finish floor elevation, panel size, type,
finish and anti-static provisions, colors, pedesta
nmount i ng and subfl oor connection systemdetails.

STRI NGERLESS ACCESS FLOORI NG i s covered in SECTI ON
09 69 109.

Stair and/or ranp information, such as tread width
and riser height for stairs and wi dth, slope and

I ength of ranps, including railings, are included in
this section.

Ancil l ary conponents such as floor diffusers and
grills, fascias and floor opening trins are al so
i ncl uded.

Sei snmi ¢ | oadi ngs and any other information required
to indicate the extent of work must be considered in
desi gni ng access flooring systens.

There are three fundanental conditions relative to
the design of access flooring installations:

Condition | Floors are conpletely surrounded by
building walls. These are the nost resistant to
sei sm ¢ | oadi ngs.

Condition Il Floors have part of the edge exposed
and not restrained by other structural elenents.
Condition Il floors are less resistive to seisnic

| oadi ngs along the axis of the unconstrained side.
Sei smi ¢ | oadi ngs can be resisted by securing the
peri meter panels of all floors to the supporting
structural framing and fitting the panels tightly
together, or by cross bracing the structural frame
to resist overturning. The designer nust select
fascia type and finish for exposed edges.

Condition Ill Floors are free standi ng w thout
| ateral contact with other structural el enments.
Type |1l floors are prinmarily strengthened wth

cross bracing to resist lateral |oads.

Bui | di ngs not excluded by UFC 3-310-02A or TI 800-01
Design Criteria will be accessible in accordance
with 36 CFR, Part 1191, Anericans with Disabilities
Act (ADA) Accessibility Guidelines for Buildings and
Facilities.

On the draw ngs, show

1. Extent and shape of access flooring area.
I ncl ude details of panel-to-panel and panel -to-wal
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i ntersections, edge treatnent at openings, expansion
joints, elevation(s) above structural floor, and
ot her special features of the el evated floor system

2. Location and design of ranps, steps, and doors
to access floor area; railing heights and design

3. Location and sizes of registers, grilles,
perforated panels, and cabl e openi ngs through access
floor panels.

4. Design and type of plenum fire extingui shing
systens, if space under access floor is to be used
as air plenum

5. Layout of plenumdividers.
6. Pattern of access floor panels.

7. Location of building electrode. Coordinate
structural groundi ng connections with appropriate
buil ding and el ectrical systens.

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

1.1 REFERENCES

Rk Ik kR IR R R Ik AR Rk R R Rk O kO O R R R I R R Rk ko

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RID outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN ASSCCI ATI ON OF TEXTI LE CHEM STS AND COLCRI STS ( AATCO)

AATCC 134 (2006; E 2007) Standard Test Method for
El ectrostatic Propensity of Carpets

AATCC 16 (2004) Col orfastness to Light
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APA - THE ENG NEERED WOOD ASSOCI ATI ON (APA)

APA EWCG (2005) Engi neered Wod Construction Cuide:
Bui | di ng Requirenents and Rel ated Panel
Syst ens

APA PS 1 (1995) Vol untary Product Standard for

Construction and Industrial Plywod
ASTM | NTERNATI ONAL (ASTM

ASTM A 780/ A 780M (2001; R 2006) Standard Practice for
Repair of Danaged and Uncoated Areas of
Hot - Di p Gal vani zed Coati ngs

ASTM B 85/ B 85M (2009) Standard Specification for
Al um num Al |l oy Di e Castings

ASTM E 648 (2009a) Standard Test Method for Critical
Radi ant Fl ux of Fl oor-Covering Systens
Usi ng a Radi ant Heat Energy Source

ASTM E 84 (2009a) Standard Test Method for Surface
Burni ng Characteristics of Building
Materi al s

ASTM F 1066 (2004) Standard Specification for Vinyl

Conposition Floor Tile
CEl LI NGS & | NTERI OR SYSTEMS CONSTRUCTI ON ASSCC!I ATI ON ( Cl SCA)
Cl SCA Access Fl oors (2004) Test Procedures for Access Floors
COVPCSI TE PANEL ASSCCI ATI ON ( CPA)

CPA A208.1 (2009) Medium Density Fiberboard (MDF) For
Interior Applications

CPA A208. 2 (2009) Medium Density Fiberboard (MDF) for
Interior Applications

| CC EVALUATI ON SERVICE, INC. (I CGC ES)

| CCG-ES AC300 (2005) Acceptance Criteria for Access
Fl oors

| NTERNATI ONAL CODE COUNCI L (1 CQ)
| CC I BC (2009) International Building Code
NATI ONAL ELECTRI CAL MANUFACTURERS ASSOCI ATI ON ( NEMA)

NEVA LD 3 (2005) Standard for Hi gh-Pressure
Decorative Lam nates

NATI ONAL FI RE PROTECTI ON ASSQOCI ATl ON ( NFPA)

NFPA 75 (2008) Protection of Information
Technol ogy Equi pnent
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NFPA 99 (2005; Errata 2005) Health Care Facilities

U S. CGENERAL SERVI CES ADM NI STRATI ON ( GSA)

FS TT-C 490 (1990; Am 2) C eaning Methods for Ferrous
Surfaces and Pretreatnments for Organic
Coat i ngs

UNDERWRI TERS LABORATORI ES (UL)

UL 779 (1995; Rev thru Nov 2005) Electrically
Conducti ve Fl oorings

1.2 SYSTEM DESCRI PTI ON

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: Access flooring support systens are avail able
as either a stringer or stringerless system Refer
to Section 09 69 19 STRI NGERLESS ACCESS FLOCRI NG f or
stringerless applications.

A stringer is a horizontal franm ng nenber that
connects the pedestal head, supports the panel edges
and adds lateral stability to the floor system
Stringers should be used on all systenms with a
hei ght that exceeds 300 mm (12 inches).

For Arnmy facilities, specify the stringer system
when the total area is over 371 square neters (4000
square feet) unless the system provi des bolted
connection between the panel and pedest al

For Arnmy facilities requiring stringer type systens,
al um num hol der forned steel, netal -cl ad
cenentitious fill, netal-clad wood core and concrete
panel s may be used.

For Air Force facilities, use stringer Type floor
systens for data processing facilities.

For Air Force facilities requiring stringer type
fl oor systems, alumi num hollow formed steel and
net al -cl ad wood core are pernmtted options.

Consi deration should be given to | oads which will be
i mposed during operation. Sonme equi pment, such as
hi gh speed printers require large quantities of
paper to be delivered by carts. Wen in notion

t hese heavy | oads may exceed capacity of floor
system Check with user activity and fl oor system
manuf acturer when heavy rolling | oads are expected.

EE R R R S I R I R R I R S R I R R R S R I R I R R R R R S R R R O

Install access flooring at the |location and elevation and in the
arrangenent shown on the drawings. The floor systemshall be of the rigid
grid stringer type, conplete with all supplemental itens, and be the
standard product of a nmanufacturer specializing in the manufacture of
access flooring systens.

SECTION 09 69 13 Page 7



1

1

2.

2.

1

2

a. Provide for self-alignment of floor panels, adjustable pedestals
and readily renovabl e fl oor panels covered as specified.

b. Lateral stability of floor support systemshall be independent of
panels. Provide a finished assenbly that is rigid and free of

vi bration, noises, and rocking panels.[ Provide bolted stringer system
wi t h equi potential plane grounding.]

Cc. Subnit Certificates for the conplete Access Flooring Systen
i ncluding, but not linted to the foll ow ng:

1) Conpliance with | CCES AC300.

2) Load-bearing capabilities of pedestals, floor panels, and
pedest al adhesive resisting force.

3) Supporting independent |aboratory test reports. For pane
| oads, test results include concentrated | oads at center of panel
panel edge mi dpoint, and uniform | oads.
4) Floor electrical characteristics.
5) Material requirenents
6) An elevated floor systemfree of defects in materials,
fabrication, finish, and installation, that will remain so for a
period of not less than [ ] years after conpletion
d. Warrant that, upon notification by the Governnent, defective work
will be inmediately replaced with new work at no additional cost to the
Gover nent .

Al | owabl e Tol er ances

a. Floor Panel Flatness: Plus or minus 0.5 mr 0.02 inches on di agona
on top of panel or underneath edge.

b. Floor Panel Length: Plus or minus 0.4 mr 0.015 inch

c. Floor Panel Squareness: Plus or minus 0.5 mm 0.02 inch in pane
| engt h.

d. Finish Floor: Level within plus or minus 1.6 mqmmin 2 neters 0.062
inch in 10 feet, and plus or mnus 2.5 nr 0.10 inch for entire floor

Fl oor Panel s

EE R R R kR S I R R R I I O R R R R O S R R R I R I R I O R I R I

NOTE: Insert heavier load as required by facility
use conditions. The deflection and permanent
deformation limts are for panels 610 by 610 mm (24
by 24 inches), and snaller.

Check manufacturer's literature for maxi mum | oadi ngs
avail able. Generally, conputer roons are based on
live load of 12 kPa (250 psf) and point |oad of 450
kg (1000 I bs). Coordinate design |oads for access
floor with design of structural slab.
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For Navy projects design loads will be in accordance
with the International Building Code and NAVFAC
P- 355.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O

Conduct floor panel testing in accordance with Cl SCA Access Floors. Wen
tested as specified, nake all deflection and defornmation measurements at
the point of |oad application on the top surface of the panel. Floor
panel s shall be capabl e of supporting the follow ng | oads:

a. Concentrated |oad of [4450] [5563] [6675] [ ] N [1000] [1250]
[1500] | ] pounds on 645 square mr one square inch, at any point on
panel , without deflecting nore than 2 mr 0.08 inch, with a safety
factor of 2 based on static design |oad, w thout permanent deformation
in excess of 0.25 nr 0.01 inch in any of the specified tests.

b. Uniformlive load of [11.97] [14.36] [16.76] [ ] kPal/ square
meter [250] [300] [350] [ ] psf, without deflecting nore than 1 mmr
0. 04 inch.

c. Arolling load of | ] kg pounds applied through hard rubber

surfaced wheel 150 mr 6 inch dianeter by 50 mm 1 1/2 inch wi de for
10, 000 cycles over the sane path. Permanent set at concl usion of test
shal |l not exceed 0.25 nm 0.010 inch

d. Arolling load of [2670] [4450] [ ] N [600] [1000] [ ]
pounds applied through a 75 mr 3 inch dianeter by 30 nmr 1-13/16 inch
wi de caster for 10 cycles over the sane path, w thout deflecting nore
than 1 mr 0.04 inch and wi thout pernanent deformation in excess of 0.5
nr 0.02 inch. In accordance with Cl SCA Access Fl oors, the pernmanent
deformation limt under rolling load shall be satisfied in all of the
specified tests. In the specified tests, the permanent deformation
shal |l be neasured after 10 passes with Wieel 1 and after 10,000 passes
with Weel 2.

e. An inpact |oad of | ] kg on 645 square nm pounds on one square
inch froma height of 300 nmr 12 i nches with permanent set not to exceed
1.5 mr 0. 060 inch.

1.2.3 Stringers

Provi de stringers capable of supporting a [1110 N 250 pound] [90 kg 200
pounds] concentrated | oad at m dspan w thout permanent deformation in
excess of 0.25 mm 0.010 inch

1.2. 4 Pedest al s

EE R R R kR S I R R R I I O R R R R O S R R R I R I R I O R I R I

NOTE: Pedestal s consist of a base plate, post and
an adjustabl e head, and are available in heights
from 150 nm (6 inches) to 2400 nmm (96 inches).
Pedestal s 610 mm (24 inches) high or higher nmust be
securely anchored to the structural floor in
addition to being held in place by adhesive.

Pedestals are norrmally held in place with an

adhesive and nust be in full contact with the
subfl oor surface. Pedestal 610 mm (24 i nches) high
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or higher will be securely anchored to the
structural floor in addition to the adhesive.

For Air Force projects, the m ni mum pedestal height
is 300 nm (12 inches).

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

Pedestal s shall be capabl e of supporting a 22.24 kN5000 pound axial | oad
wi t hout per manent deformati on.

1.2.5 Bondi ng Strength of Pedestal Adhesive

EE R R R I R R I I R R R I I R R R Ok S R R I R I R I O R O

NOTE: Use 113 Nm (1,000 Ibf-in) for raised floors
wi th a maxi mrum hei ght of 610 nm (24 inches) and 226
Nm (2,000 | bf-in) for raised floor heights greater
than 610 mm (24 inches) up to 1219 nmm (48 inches)
maxi mum Rai sed floor heights greater than 1219 nm
(48 inches) require specific structurally designed
braci ng.

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R

Adhesi ve for anchoring pedestal bases shall have a bonding strength capable
of resisting an overturning nmonent of [113 Nmr 1,000 |bf-in] |
force is applied to the top of the pedestal in any direction.

1.2.6 Bond Strength of Factory Installed Covering

Bond strength of floor covering shall be sufficient to permt handling of
the panels by use of the panel lifting device, and to withstand noving
caster loads up to 4.45 kN 1000 pounds, wi thout separation of the covering
fromthe panel.

1.2.7 Sei sm ¢ Cal cul ations

[1.2.7.1 Navy Requirenents

Rk Ik Sk kR IR R R I kO e S O R R Rk Rk kO R AR Ik I kS I S I b R R R o

NOTE: For Navy projects, provide |lateral bracing
calculations on all installations. Level 1
Contracting O ficer's approval was granted for
calculations by a registered professional engineer
Cccupancy i nmportance factor (1) and seismic zone
factor (z) should be deleted in accordance wth
NAVFAC P- 355.

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

Subnmit seismic calculations for lateral bracing, sealed by a Professiona
Engi neer. Docunent that access flooring systemconplies with seisnmic
requirenents of | CC I BC and | CC-ES AC300 for COccupancy | nportance Factor
(') of [1.5] [21.25] [1.0], Seisnmic Zone Coefficient (Z) of [0.075] [0.15]
[0.20] [0.30] [0.40] and Horizontal Force Factor (Cp) of 0.75.

1[1.2.7.2 Arnmy Requi renents

Rk Rk kR IR R R Sk O kb S O I AR R R R Rk O ok O O R IR I bk S A R

NOTE: Provide seismc requirenments, if a Government
designer (Corps office or AAE) is the Engi neer of
Record, and show on the drawi ngs. Delete the second
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bracketed phrase if seisnic details are not

provi ded. Pertinent portions of UFC 3-310-04 and
Section 13 48 00 SElI SM C PROTECTI ON FOR

M SCELLANEQUS EQUI PMENT nust be included in the
contract docunents.

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

Submit cal cul ations for special bracing to resist the effects of seismc or
other forces [in accordance with UFC 3-310-04, 1CC IBC and | CC-ES AC300]
[as shown on the approved detailed installation draw ngs].

1]1.2.8 Air Leakage

Rk Ik kR IR R R Sk O e S R R AR R Rk Rk O o O Rk S I O O R o A

NOTE: Delete the requirenments for air |eakage when
the space under the finished floor is not used as an
air plenum Concrete floors to be used as air

pl enuns nmust be seal ed and coat ed.

EE IR R R I R R I I R R R I I O R R R R Ok S R R R R R I R I I O R O

When the space bel ow the finished floor is to be an air plenum air |eakage
through the joints between panels and around the perinmeter of the floor
system shall not exceed 0.15 L/s of air per linear nmeter 0.1 cubic foot of
air per minute per linear foot of joint subjected to 2.5 mr 0.1 inch, water
gauge, positive pressure in the plenum

1.2.9 G oundi ng

EE R R R S I R R I R I R I R S R R R R S R R I R I R R R R R R

NOTE: Access flooring system nust be grounded for
saf ety hazard and static control. The three nost
common static control requirenments are:

1. Conputer roons, electronic offices, data centers
and control roons. The access floor system should
provi de resistance fromfloor wearing surface to
bui | di ng grounding el ectrode within range of 0.5 to
20, 000 nmegohns.

2. Cean roons, |aboratories, and other
environnents which are nore sensitive to static

di scharge. The access floor system shoul d provide
resistance within range of 0.2 to 2.0 negohns.

3. Hospitals and other facilities described by NFPA
99 and referenced to UL 779. The access fl oor
system shoul d provi de resistance w thin range of
0.025 to 1.0 negohns.

These limts may be changed if other values are
required by the Using Agency. Design the grounded
floor systemto provide positive contact between al
nmet al conmponents. Gounding details nust be shown
on the project draw ngs; the option of using

manuf acturer's alternate nmethods of groundi ng may be
included in the project specification

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

Ground the access flooring systemfor safety hazard and static
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suppression. Provide positive contact between conponents for safe,
continuous electrical grounding of entire floor system Total system
resi stance fromwearing surface of floor to building grounding el ectrode
shall be within range of [0.5 to 20,000 negohns] [0.2 to 2.0 negohns]
[0.025 to 1.0 negohns].

1.2.9.1 Metal Gilles

Exposed netal is not allowed at wearing surface of access floor system
except at netal grilles and registers. Wen grilles and netal registers
are provided, insulate as required to provide sane groundi ng resistance as
weari ng surface.

1.2.9.2 Joi nt Resi st ance

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEEEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Coordinate with electrical draw ngs and
specifications to assure that connection to building
grounding el ectrode is shown. Do not use sound
deadeni ng materi al s which prevent groundi ng of
system Select a total systemresistance to conply
wi th user requirenents.

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

El ectrical joint resistance between individual stringer and pedestal
junctions shall be less than 0.1 mlliohms. Electrical resistance between
stringers and fl oor panels, as mounted in normal use, shall be less than 3
ohms.

1.3 SUBM TTALS

Rk Ik Sk kR IR R R I O O e S S R Rk Rk S R Rk Ok kS I O I b R R Rk

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmttals
required for the project. Submittals should be kept
to the minimumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G" if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nay be used following the "G
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.
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Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arny projects.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O

CGovernment approval is required for submittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Contro
approval .] [information only. Wen used, a designation following the "G
designation identifies the office that will review the submttal for the
CGovernment.] Submit the following in accordance with Section 01 33 00
SUBM TTAL PROCEDURES

SD- 02 Shop Drawi ngs
Detailed Installation Drawings[; C[; G |
Drawi ngs showi ng |l ocation, details at floor perineter, nethod of
anchorage to structural subfloor, grounding, description of [shop]
[factory] coating, installation height above structural floor
stairs, ranmps, accessories and other details as specified.
SD- 03 Product Data
Access Fl ooring System
Manuf acturer's descriptive data, catalog cuts, and installation
instructions. Include in the data infornmation about any design

and production techniques, total systemincluding all accessories
and finish coatings of under-floor conponents, procedures and

policies used to conserve energy, reduce material, inprove waste
managenent or incorporate green building/recycled products into
t he manufacturer of their conmponents or products. Incliude

cl eani ng and nmi nt enance instructions.

EE R R R S I R R R I R I O R R R S R I R S R R I R R R R R R R O

NOTE:  Zi nc whi skers can occur on the underside of
rai sed fl oor systens which are treated with a zinc
el ectroplated anti-corrosion coating. Zinc whiskers
are small enough (2 microns in dianeter up to
several mllinmeters in length) to render normal dust
filters on conputer equi prment ineffective. The
result is possible electrical shorts and danage to

circuitry and equi pnent.
EE IR I Sk S S O Sk S I O R R Rk I S kS I I R R R Ik S S I O S R Sk I S O

Systens whi ch contain zinc electroplated anti-corrosion coatings
are prohibited.

SD- 04 Sanpl es

[ Three] [ ] conmpl ete Fl oor Panels

[Three] [ ___ ] separate sanples of the specified Finish Flooring
Panel Support System

Accessori es

[ One sanpl e of each panel type and suspensi on system proposed
for use.]
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SD- 05 Design Data
Conpliance with | CC-ES AC300

Desi gn data substantiating conpliance with Internationa
Bui | di ng Code Acceptance Criteria for Access Floors.

Seismic Cal cul ations
Desi gn cal cul ati ons whi ch denponstrate that the proposed fl oor
system neets requirenents for seisnmic loading. Certified copies
of test reports may be subnitted in Iieu of calcul ations.
SD-06 Test Reports
Factory Tests
El ectrical Resistance
Field Tests
Certified copies of test reports froman approved testing
| aboratory, attesting that the proposed floor system conponents
nmeet the performance requirenents specified
SD- 07 Certificates
Access Fl ooring System
Certificate of conpliance attesting that the installed access
floor system neets specification requirenents, including al
speci al equi pnent | ocads and specific electrical and or cable
requirenents.
1.4 QUALITY ASSURANCE

Take neasurenents fromfinished areas at site and submt Detail ed
Installati on Draw ngs i ndicating:

a. Location of panels

b. Layout of supports, panels, and cutout |ocations
c. Stair, handrail, and ramp fram ng

d. Sizes and details of components

e. Lateral bracing

f. Typical cutout details

g. Gasketing, return air grilles, supply air registers, and perforated
panels. Include air transfer capacity of grilles, registers and panels

h. Floor finishes

i. Location of connection to building grounding el ectrode
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1.5 DELI VERY, STORAGE, AND HANDLI NG
1.5.1 Del i very

Deliver materials to site in undamaged condition, in original containers or
packages, conplete with accessories and instructions. Label packages with
manuf acturer's name and brand designations. Package materials covered by
specific references bearing specification nunber, type and cl ass as
appl i cabl e.

1.5.2 St or age

Store all materials in original protective packaging in a safe, dry, and
clean location. Store panels at tenperatures between 4 and 32 degrees C 40
and 90 degrees F, and between 20 and 70 percent humidity. Replace
defective or damaged materi al s.

1.5.3 Handl i ng

Material s shall be handl ed and protected in a manner to prevent damage
during the entire construction period.

1.6 EXTRA MATERI ALS

EZE IR R R S I R R I I O R R R Ok S R R I R R R I O R O O

NOTE: To assure matching fl oor panel, which may
become damaged and require replacenent, supply of
extra stock is recommended. Set anpunt based on
conditions of specific project. Do not specify
extra stock unl ess user activity concurs;

war ehousi ng may not be avail abl e.

Sel ect the appropriate paragraph for the agency
i ndi cated, and del ete the renaining two.

EE R R R S I R R R I O I R R R R I O S R R I R R R R R R R R O

[ a. ARW: Furnish spare floor panels, conplete pedestal assenblies, and
stringers at the rate of one for each 100 or fraction thereof required.]

[ b. NAVY: Provide [four] [__
fl oor covering for future use.]

] floor panels conplete with specified

[ c. [ARFORCE] [NASA]: Provide four spare panels with identical finish
flooring pedestals and stringers for each 100 square neters 1,000 square
feet of access flooring and total of 3 linear neters 10 |linear feet of
cut-out trim Store extra stock in sane manner and | ocation as project
materi al s. ]

PART 2 PRODUCTS

Rk Ik kR R IR R R Sk S ke S O R AR Rk R R Rk O o O O R R R IR R I S b I Rk o

NOTE: The desi gner shoul d consider incorporating,
when possi bl e, any desi gn provisions which encourage
use of innovative construction nmaterials or

techni ques which are environmental ly sensitive, take
advant age of recycled materials, and conserve our
nat ural resources.

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS
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2.

1

.1

1

1

2

FLOOR PANELS
Fl oor System Drawi ngs And Pl aner Quality

a. Subnit Fabrication Drawings for elevated floor systens consisting
of fabrication and assenbly details to be perforned in the factory.

b. [Indicate on Location Draw ngs exact |ocation of pedestals,
ventil ati on openings, cable cutouts, and the panel installation pattern.

c. Provide Detail Drawi ngs showi ng details of the pedestals,
pedestal -fl oor interlocks, floor panels, panel edging, floor openings,
fl oor opening edging, floor registers, floor grilles, cable cutout
treatment, perinmeter base, expansion joints, and peripheral support
facilities.

d. Design and workmanship of the floor, as installed, shall be
conpletely planar within plus or minus 1.5 nmin 3050 nmr 0.060 inch in
10 feet, 2.5 nm 0.100 inch for the entire floor, and 0.7 mr 0.030 inch
across panel joints.

e. Floor-panel joint-width tol erances shall be 0.20 mr 0.008 inch as
neasured with a feeler gage at any point in any joint when the panels
are in the pressure contact required in final installation

Panel Construction

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREEEEREEEEEEEEEEREEEREEEEEEREEEEEEESES

NOTE: There are five basic floor panel types:

al um num hollow formed steel, netal-clad
cenmentitious fill, nmetal-clad wood core, and
concrete. Nonferrous naterials should be used in
areas where there is potential for damage by rust
oxi des or paint flakes. In accordance with Cl SCA
Test Method, holl ow panels should have a safety
factor of 2 and filled panels a safety factor of 3
internms of ultinmate | oad.

The standard panel size of 600 by 600 mmor 1200 by
1200 mm for netric projects and 24 by 24 inch or 48
by 48 inch for inperial unit projects will normally
be used. Check with user activity and verify
product availability before specifying nonstandard
panel s of 450, 750 and 900 mm (18, 30, and 36 inch)
where required to match existing floor systens or to
satisfy special requirenents.

Use 150 mm (6 inches) as m nimum practical hei ght

for access floor installation and 300 mm (12 inches)
m ni mum when there is a plenum Include the five
panel types as options except that wood core panels
shoul d not be specified for Air Force projects, NASA
proj ects, SPAWARS projects, or other projects where
data processing involves highly strategic data
havi ng direct bearing on National Defense effort.
Check with user activity before specifying wood core
panel s.

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS
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a. Base access floor systemon a 600 by 600 mr 24 by 24 inch square
nmodul e provi ding mni num of [150] [300] [ ] my [6] [12] [ ] inch
cl earance between structural floor and bottom of finished floor
Fabricate so accurate job cutting and fitting may be done using

standard sizes for perineters and around col umms.

b. Do not expose netal on finished top surface of panels. Provide
cutouts and cutout closures to accomodate utility systens and

equi prent intercabling. Reinforce cutouts to neet design |oad
requirenents. Provide extra support pedestals at each corner of cutout
for cutout panels that do not neet specified design |oad requirenents.

c. Panel design shall provide for convenient panel renoval for
under fl oor servicing and for openings for new equi pment. Use panels of
uni form di nensions within specified tolerances. Pernmanently mark
panels to indicate |oad rating and nodel nunber..

d. Machine square floor panels to within plus or mnus 0.13 mr 0.005
inch with edge straightness plus or nminus 0.064 nmr 0.0025 inch
Tol erances apply to the panel before the plastic edging is applied.

[2.1.2.1 Al unmi num

EE R R R S R I R I R R R R R R R R S I R R I R I R R R S R R R R

NOTE: Die-cast alum num panels are |ightweight,
have very little variation in dinmension from pane
to panel, and are acceptable in environnents where
nonferrous nmaterials are required (e.g., Mgnetic
Resonance | nagery roons), but they tend to be nore
expensi ve than other types of panels.

Di e-cast al um num panels are normally used as a
stringerless system Stringers, when required, are
fastened to the top of the pedestal shaft.

EE R R R S I R R R I O I R R R R I O S R R I R R R R R R R R O

Provi de al um num panel s of die-cast or extruded construction conformng to
ASTM B 85/ B 85N

1[2.1.2.2 Hol | ow Forned Stee

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: Die-formed hol | ow steel panels perform best
under static | oads and should not be used under
dynamic (rolling) |oads. These panels are nore
econoni cal than other types of panels and can be
provi ded by nost flooring system nmanufacturers.

EE R R R S I R R I R R R S R R R R R S R R I R I R R R R R R R R

Steel panels shall be of die-formed construction, consisting of a flat
steel top sheet welded to one or nmore formed steel stiffener sheets or
conponents. Panels shall be chem cally cleaned, bonderized, and painted
with the manufacturer's standard finish.

1[2.1.2.3 Metal -Cl ad Cenentitious Fill (Conposite Panel s)

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

NOTE: Cenentitious core filled panels are encl osed
in steel sheeting and are designed to provide
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i mproved resistance to rolling and inpact | oads.
Specific strength and | oad requirenments should be
specified wherever it is a critical concern. These
panels are quiet due to their mass, but usually cost
slightly nore than the standard forned steel panels.

There is sone concern that the fill material may
deteriorate when subjected to repeated | oadi ng
cycles, and the cut edges could introduce dust into
t he underfl oor space. Wiere the underfloor space
will be a plenum or where dust-sensitive conputer
equi pnent is to be installed, verify that the
conposite panel is acceptable to the Using Agency.

Current Air Force criteria does not pernit the
conposi te panel

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

a. Provide conposite panels of die-formed steel construction totally
encl osing the panel, including the top surface. The void spaces

bet ween the top sheet and the formed steel bottom sheet shall be
conpletely filled with an i nconbusti ble cenentitious or concrete
material. Seal cut edges in accordance with manufacturer's
recommendations. Gavity held panels with bolted stringer
understructure: Fasten end of each stringer and md-point of each 1212
nmr 4 foot stringer positively to pedestal heads, using manufacturer's
standard screws. Provide screws that are renovable fromtop

b. G&id supported panels shall be further tested by supporting them at
two opposite edges and applying a 2225 newt on 500-pound | oad at the
center of a panel selected; the panel shall be simlarly tested while
supported at the other two edges. Weld failure at any point under this
| oading is not acceptable. This additional test shall be applied to
one panel per 46.45 square neter 500 square feet of floor in the
system but in no case less than two panels. Wen any weld fails, the
nunber of panels designated by the Contracting O ficer shall be
simlarly tested; replace those panels that have a weld failure at no
cost to the Government.

1[2.1.2. 4 Met al - ad Wod Core

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: Wbod core panels consist of a core of
particleboard with an overl appi ng skin of gal vani zed
steel. The wood core is a good sound deadener and

i nsulator and increases resistance to rolling

| oads. Wbod core panels are the nobst economical to
procure.

Al t hough the core material is conmbustible, the
conposite panel with bonded steel for face sheets
when tested in accordance with the NFPA 225,
reveal ed the conposite panel to be nonconbustible
with a flane spread index of 0, a snoke devel oped
i ndex of 10, and to have a Class Afire rating.

Wyod core panels can be easily cut and trimed;

however, doing so causes |loss of fire retardancy and
UL rating. The edges of wood core panels nust be
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protected fromnoisture in order to prevent warping.

Rk bk kR IR R R Ik O O S S R AR Rk R R Rk O o O R Rk O R R R b I Rk o

Provi de wood core panels with cores of wood particleboard conformng to
CPA A208.1, Grade 1-M 3, or of plywood conformng to CPA A208.2, APA EWCC,
and APA PS 1, EXT-DFPA-C-C. The core shall be not less than 25 mr 1 inch
thick, and be faced on both sides with structurally bonded zinc-coated
steel sheets not lighter than 0.70 mr 24 gauge. All edges and corners
shall be sealed with zinc-coated steel or extruded alum num The conpleted
panel s shall have a flame spread rating of 25 or |ess when tested in
accordance with ASTM E 84. Provide zinc-coated steel, extruded al um num
fire resistant vinyl, or other fire resistant edging to protect shop and
field edge cuts and cutouts through the face of panels in a manner to neet
specified flame spread requirenents.

]1[2.1.2.5 Li ght wei ght Concrete Panel s

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

NOTE: Lightwei ght concrete panels are either solid
or metal clad. They performwell under dynamc
loadings with little deformati on and their weight is

approxi mately 195 kg/n? (40 psf). They are
primarily used in office flooring and are sinmlar in
cost to cenmentitious fill panels.

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEEEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEEESE]

Provi de |ightweight concrete of |ightweight structural concrete with either
structural reinforcing or a die-forned, el ectro-galvanized steel bottom
pan. All concrete surfaces, including those resulting fromfield cuts,
shall be sealed with the manufacturer's standard seal er before covering the
surfaces with other materials.

12.1.3 Fl oor Covering

Surface floor panels with materials firmy bonded in place w th waterproof
adhesive. The electrical resistance shall remain stable over the life
expectancy of the floor covering. Any anti-static agent used in the

manuf acturing process shall be an integral part of the naterial, not
surface applied. Bolt heads or simlar attachments shall not rise above
the traffic surface.

2.1.3.1 Hi gh Pressure Lam nate

EE R R R S I R I R R I R R R R R R I O S R R R I R I R R S R R R R R

NOTE: High pressure lamnate is the standard
surfacing material and is preferred where cost is
not an overriding factor.

Grade HW 120, approximately 3 nm (1/8 inch) thick
is recomrended on netal floor panels to reduce the
possibility of cracking due to inpact. On wood
core, filled steel and concrete panels, G ade HW¥62,
1.5 mm (1/16 inch) thick is sufficient due to

absorptive quality of panel material. This option
i s recomended when there is frequent novenent of
equi pnent .

EE R R R S I R I R I R I O I R R R R R I R S R R I R I R S R R S R R R S

Provi de high pressure |lam nate surfacing conforming to NEVA LD 3, Gade [HW
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62] [120]. Total systemelectrical resistance fromthe wearing surface of
the floor to the ground connection shall be between 150,000 ohns and
20, 000, 000, 000 ohns.

2.1.3.2 Conductive Surfacing

EE R R R I I R R R I I O R R R O R R R I R R I O R I O

NOTE: Conductive floor surfacing material is used
where mnimal electrical resistance is desired,
mainly in clean roons, hospital operating roons,
etc. The surface does not performwell under the
application of heavy concentrated | oads.

When conductive floor surfacing is specified,
require submittal of maintenance instructions as per
par agr aph OPERATI ON AND MAI NTENANCE MANUALS to
identify special cleaning and nai nt enance
requirenents to maintain "conductive" properties of
t he panel finishes.

Rk Ik Sk kR IR R R Ik O R R Rk Rk S R R R O O kS I O I S

Provi de conductive surfacing conformng to NEVMA LD 3, Grade HW62. The
total systemelectrical resistance fromthe wearing surface of the floor to
the ground connection shall be between 25,000 ohns and 1, 000, 000 ohnms.

2.1.3.3 Conductive Hi gh Pressure Lam nate

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREEEEREEEEEEEEEEREEEREEEEEEREEEEEEESES

NOTE: Conductive high pressure | aninate floor
surfaces conbine the electrical resistance qualities
of the conductive surfacing with the wear
characteristics of high pressure | am nate.

Rk Ik kR IR R R I kO S S R Rk Rk S Rk Ik kS b O I R I R

Conductive high pressure |amnate floor surfacing shall conformto

ASTM F 1066, Type IIl, Vinyl Tile and UL 779. The total systemelectrica
resi stance fromthe wearing surface of the floor to the ground connection
shal | be between 25,000 ohns and 1, 000, 000 ohrms.

2.1.3.4 Vinyl Conposition Tile

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: Vinyl conposition tile is the | owest cost
surfacing tile, however the availability of tile
nmeeting the electrical resistance requirenents is
limted. Wax build-up on vinyl tile is a prine
cause of static problens.

Nornal Iy either Conposition 1 or 2 will be
speci fi ed; however Conposition 1 should be specified
when the Using Agency desires an asbestos-free
material. ASTMF 1066, Type Il - Rubber or Type Il
- Vinyl tile may be specified when requested;
however the electrical resistance characteristics
shoul d be verified before use. At installations
where operating personnel will be required to wear
conductive footwear to prevent static electricity
bui | dup, conductive vinyl tile flooring may be
necessary to satisfy the conductivity requirenents.
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EE R R Ik R I R R R I I O I R R I R O I R R I R R I I O R O

Vi nyl conposition tile surfacing shall be 3 mr 1/8 inch thick conformng to
ASTM F 1066, Type |V, Conposition [1] [1 or 2]. Tiles may be approxi mately
300 mr 12 inches square or may be the full size of the panel.

2.1.3.5 Car pet

Rk bk b R IR R R O kO b S O R Rk Rk R ok O S O R R R Ik kS I O I b Rk R

NOTE: Carpet should be specified only when
requested by the Using Agency. Carpet may be bonded
to the panels, or may be installed as | oose-laid
carpet squares. \Were |oose-laid carpet squares are
used, delete the test for floor covering bond
strength specified in paragraph BOND STRENGITH OF
FLOOR COVERI NG. Carpet squares nay be placed with
carpet joints in alignnent with panel joints, or nmay
be placed with carpet joints at the panel m dpoint
Col or and pattern of carpet will be in accordance
with current Air Force or Arny carpet policy.

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R

Carpet surfacing shall be [factory] [field] installed using one full carpet
square per panel. Carpet shall be nylon filanent, [oop pile, mninmumr 0.8
kg/ square n 24 ounce/ square yard, ninimum density 4000, and wi thout
cushion. Conformcol or fastness to AATCC 16. Carpet shall conformto
ASTM E 648 with a m ni mum average critical radiant flux of 0.25 watts per
square centimeter. Static control shall be less than 2.0 kV at 20 percent
relative humdity at 21 degrees C 70 degrees F, when tested in accordance
with AATCC 134. Provide vinyl edge trimto prevent unraveling.

2.1. 4 Edge Strip

Edge panels with extruded vinyl edge strips secured in place with
nmechani cal interlock or adhesive bond, or use replaceable type. Top of
strip shall be approxinmately 3 mm 1/8 inch wide, and flush with the floor
surfacing. Metal edge strips exposed at finish floor surface will be

rej ect ed.

2.1.5 Accessori es

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: Perforated panels are preferred for use in
areas with hard surfaces such as high pressure

| ami nates, and grilles or registers are preferred in
areas with carpet

EE R I R R S I R I R R I R R R R R R R R S R R I R R R S R R R R R O

Provi de the manufacturer's standard registers, grilles, perforated panels,
and pl enum di viders type where indicated. Provide registers, grilles, and
perforated panels designed to support the sane static |oads as floor panels
wi t hout structural failure, and capable of delivering the air vol unes
indicated. Registers and perforated panels shall be 25 percent open area
and equi pped with adjustabl e danpers.

2.1.6 Resi |l i ent Base

Base shall be [rubber] [or] [vinyl] [straight style (installed with
carpet)] [coved style (installed with resilient flooring)], [100] [150] mr
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[4] [6] inches high and a mininmunm 3 nr 1/8 inch thick. Furnish [Preforned
offsite] [Job Forned] corners.

2.1.7 Lifting Device

Provi de each individual roomw th one floor panel lifting device standard
with the floor manufacturer. Furnish a minimmof two devices.[ For AR
FORCE projects provide a total of two suction-type floor panel lifting

devi ces for each floor area.]
2.2 PANEL SUPPORT SYSTEM

Desi gn support systemto allow for 360 degree clearance in |laying out cable
and cutouts for service to machines and so that panel and stringer together
take up maxi mum of 50 mr 2 inches.

2.2.1 Pedest al s

Provi de pedestal s nade of steel or alumnumor a conbination thereof.
Ferrous materials shall have a factory-applied corrosion-resistant finish.
Provi de pedestal base plates with a m ni mum of 10,300 square mr 16 square
i nches of bearing surface and a mnimumof 3 nmr 1/8 inch thickness.
Pedestal shafts shall be threaded to pernit height adjustnent within a
range of approximately 50 nmr 2 inches, to permt overall floor adjustnent
within plus or minus 2.5 mr 0.10 inch of the required elevation, and to
permit leveling of the finished floor surface within 1.56 mr 0.062 inch in
3000 mr 10 feet in all directions. Provide |ocking devices to positively
| ock the final pedestal vertical adjustnents in place. Pedestal caps shal
interlock with [panels] [stringers] to preclude tilting or rocking of the
panel s.

2.2.2 Stringers

IR R R R E R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Specify bolted stringer and bolted pane
systens. Specify bolted stringer type system and
plastic lam nate finish for computer room access
flooring in Air Force and Naval Warfare Systens
Command ( SPAWARS) facilities, except where die-cast
i nterlocking panel to pedestal alum numsystemis
desi gnat ed.

Consi deration nust be given to equipnent planned for
installation including type and anount of groundi ng
required. |f such equi prent has extendabl e drawers
or chassis which require equipnent to be firnmy
anchored to prevent overturning, arigid grid
stringer systemof suitable strength and rigidity
may be used as anchoring point in lieu of
fabricating special subfloor foundations for such
equi prent, which would restrict 360 degree freedom
The specification may require nodification to
provide sufficiently rigid grid systemto
accommodat e this condition.

EZE IR R R S R R R I I O R R R Ok S R R R R I R I R I O R I O

Provide stringers of rolled steel or extruded alum num to interlock with
the pedestal heads to prevent |ateral novenent. Provide stringers that can
be added or renoved after floor is in place.
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2.3 FASCI A

Provide alum num or steel fascia plates at open ends of floor, at sides of
ranps and steps, and el sewhere as required to enclose the free area under
the raised floor. Steel plates shall have a factory applied baked enanel
finish. Finish on alum num plates shall be standard with the floor system
manuf acturer. Fascia plates shall be reinforced on the back, and supported
usi ng the manufacturer's standard | ateral bracing at maxi nun 1200 mr 4 feet
on center. Provide trim angles, and fasteners as required.

2.4 STEPS AND RAMPS

Securely fasten steps and ranps to the access flooring system and to the
structural floor. |Include in the construction standard floor system
conmponents and custom conponents as required, and all supports, fasteners,
and trimnecessary for a finished installation. Step nosings, threshold
strips, and floor bevel strips shall be cast or extruded alumnumwth
non-slip traffic surfaces.

2.4.1 St eps

Hei ght of risers shall not exceed 180 mr 7 inches. Designh steps to support
a uniformload of 7.18 kPa 150 psf. Surface treads with the nmanufacturer's
standard non-slip floor finish.

2.4.2 Ranmps

Sl ope of ranps shall not exceed 25 mr 1 inch rise to 300 mr 12 i nches of
run. Design ranps to support the sane | oads as specified for fl oor
panels. Surface ranps with the manufacturer's standard non-slip floor
finish.

2.5 RAI LI NGS5

EE R R R S I R R R I R I O R R R S R I R S R R I R R R R R R R O

NOTE: Where open sides of floors are 1200 mm (4
feet) or nore above adjacent ground or floor |evel
install "standard railing" in accordance with CFR
1910. 23(e). Run post through raised floor and bolt
to concrete floor for stability.

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

Provide railings of the double rail and post type, fabricated of at |east |
25 m 1 inch] [__ ] [round] [square] seam ess [al um num tubing] [
with a [satin natural anodized] [ ] finish. At steps and ranps, make
the top rail a mninumof 900 mr 36 inches high and parallel to the
incline. Make the top rail 1050 mr 42 inches high at open ends of the
floor. Guardrails shall have intermediate rails or an ornanmental pattern
such that a sphere 100 m 4 inches in dianeter cannot pass through. Space
posts maxi mum of [1200] [1500] [1800] mr [4] [5] [6] feet oc. Provide
railings conplete with anchorages, floor plates, and end caps.
[Electronically ground hand rails to raised floor systemto prevent static
bui | d-up. ]

2.6 FACTORY TESTS

Factory test access flooring, using an independent |aboratory, at the sane
position and maxi num design el evation and in the sane arrangenent as shown
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2.

on the drawings for installation so as to duplicate service conditions as
much as possi bl e.

.6.1 Load Tests

Conduct floor panel, stringer, and pedestal testing in accordance with
Cl SCA Access Fl oors.

.6.2 Bond Strength of Covering

Support The test panel on pedestals and stringers as specified for the
installed floor. Brace the supports as necessary to prevent sideways
noverment during the test. |Inpose a test |load of 4.45 kN 1000 pounds on the
test assenmbly through a hard plastic caster 75 mr 3 inches in dianmeter and
25 M 1 inchwide. Roll the caster conpletely across the center of the
panel. The panel shall w thstand 20 passes of the caster with no

del am nation or separation of the covering.

7 COLCR

Rk Rk R IR R R I kO AR Rk R Rk kO kO I IR I O I bk S A R R

NOTE: Editing of color reference sentence(s) nust
be coordinated with the Government. Generally UFGS
09 06 90 COLOR SCHEDULE or drawi ng is used when the
project is designed by an Architect or Interior
designer. Color should be selected from
manufacturer's standard colors or identified as a
manufacturer's color in this specification only when
the project is very sinple and has ninimal finishes.

Wien the Government directs that color be located in
the drawi ngs, a note nmust be added that states:
"Where color is shown as being specific to one

manuf acturer, an equi val ent col or by another

manuf acturer nay be submitted for approval

Manuf acturers and materials specified are not
intended to limt the selection of equal colors from
ot her manufacturers. The word "color" as used
herei n includes surface color and pattern.”

Prior to specifying a customcolor finish, research
to determine if additional cost and lead tinme is
feasible. Note that there is often a mi ni num order
requirenent; this requirenent will also affect
future orders.

When a nmanufacturer's nane, stock number, pattern
and color is used, be certain that the product

confornms to this specification, as edited.
ER R R I I R R R R R I I R R R R I I R R R R I I I R R S R I S I I R R R I I R R R I I R R R I I I I

Col or shall be [in accordance with Section 09 06 90 COLOR SCHEDULE.] [as

i ndi cated on the drawi ngs.] [sel ected from nmanufacturers standard col ors.]
[ ]. Color listed is not intended to lint the selection of equa

col ors from ot her manufacturers.

[2.8 REG STERS AND GRI LLES

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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NOTE: Del ete paragraph headi ng and paragraph if
they are not applicable. Size of registers should
be stated if applicable.

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEEREEEREEEEEEREEEEEEEEEEEEEEREEEEEEREEEEEESE]

Regi sters and grilles shall be [ ] mrinches by [ ] mr inches |ong
with a mininumfree area of [__ ] square nminches, nmade from extruded
[aluminunm [__ 1, in[mll] [ ] finish, to sustain point |oads of
1100 newt on 250 pounds per vane w thout failure or permanent deformation.
No part of a grille may project nore than 3 nr 1/8 inch above the floor.
Regi sters and grills are not permtted in a laminate floor tile system

1[2.9 PERFORATED Al R SUPPLY PANELS

Rk Ik kb I IR R R I kO e S R R ARk Rk R Rk O ok O O kR SRR I b R R R o

NOTE: Del ete the paragraph headi ng and fol |l ow ng
paragraph if not applicable.

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

Provide air supply floor panels that meet the design criteria specified for
standard panels, are fabricated of 2 mr 14-gage perforated steel sheet

wel ded to minimunm 1.6 mr 16-gage side channels, are covered with plastic
am nate to match standard panels, and have a uniform perforated pattern to
all ow even air distribution

1[2.10 CUT OUTS

IR R R R R R RS EEEEEREEEEEEEEEREEEREREEEREEEREEEREEREEEEREEEEEEEEEEREEEREEEEEEREEEEEEESES

NOTE: Del ete the paragraph headi ng and paragraph if
cutouts are not applicable.

EE R R R I R R R I I O R R R Ok S R R I R I R I O R I O

Provi de cable cutouts finished with rigid polyvinylchloride or nol ded

pol ypr opyl ene edging to conformto the appearance |evel of the floor
surface and to cover raw edges of the cutout panel. Extrusion shall be of
a configuration to permt its effective and conveni ent use when new cabl e
openings are required. Provide at |east 7300 mr 24 feet of additiona
extrusion for future use.

a. Provide non-netallic adapter for openings |ess than 100 mm 4 inches
wi de. Secure adapter adhesively in cutout to preclude renmoval from

panel . Provide at |east two adapters per 10 square neter 1000 square
feet for future use.

b. Openings larger than 100 mr 4 inches wi de shall use rigid
pol yvi nyl chl ori de or nol ded pol ypropyl ene edging. Performcutting of
panel s, including cutouts, outside of the buil ding.

c. Wen size of cutout reduces the performance requirement of panel
provi de internediate stringers adjacent to cutouts.

][2.11 EDGE CLOSURE

EE R R R S I R I R I R I R S R R R R O S R R I R R R R R S R R R O

NOTE: Delete the paragraph headi ng and paragraph if
cutouts are not applicable.

Rk Rk kR IR R R I kO e O O R AR R R R Rk kO I R R I O S R Rk o

Provide 1.5 mr 1/16 inch al um num cl osure plate and extruded al um num
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nosi ng at exposed edge of floor. Back up the closure plates with al um num
or steel fram ng braced diagonally, or anchor at bottomto continuous angle.

] PART 3 EXECUTI ON
3.1 | NSTALLATI ON

Install the floor systemin accordance with the manufacturer's instructions
and with the approved detail draw ngs. Open ends of the floor, where the
fl oor system does not abut wall or other construction, shall have positive
anchorage and rigid support. Miintain areas to receive access flooring
between [16] [4] and 32 degrees C [60] [40] and 90 degrees F, and between
20 and 70 percent hum dity for 24 hours prior to and during installation.

3.1.1 Preparation for Installation

EE R R R S I R R R O I R R R R O S R R I R I R R R R R R R

NOTE: Sections 03 31 00.00 10 CAST-I N PLACE
STRUCTURAL CONCRETE and 03 30 00 CAST-I| N PLACE
CONCRETE shoul d require that concrete floors used as
air plenum surfaces beneath raised floors be seal ed
wi th approved |iquid seal er conpound. Seal er should
be conpatible with pedestal adhesive, if pedestals
are anchored with adhesive. |f a non-conpatible
sealer is applied before pedestals are anchored,
specify renmoval of sealer at pedestal |ocations

bef ore adhesive is applied. |If an existing subfloor
has been painted or otherw se sealed with

non- conpati bl e sealer or paint, specify renoval of
coating before applying adhesive.

EE R R R I R R R I I O R R R Ok S R R I R I R I O R I O

Clear of all debris the area in which the floor systemis to be install ed.
Thoroughly clean structural floor surfaces and renpve all dust. Instal
floor coatings, required for dust or vapor control, prior to installation
of pedestals, only if the pedestal adhesive will not damage the coating.

If the coating and adhesive are not conpatible, apply the coating after the
pedestal s have been installed and the adhesi ve has cured.

3.1.2 Pedest al s

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: Seisnic cal cul ations nust be nmade by the
designer to deternmine if adhesives or anchors are to
be used; pedestal adhesives nust be capabl e of
securing pedestals in place with sufficient bonding
strength to resist an overturning force of 113 N-m

(1000 i nch-pounds). |If the calculations indicate
the overturning force is greater than 113 N-m (1000
i nch- pounds) steel expansion anchors wll be used.

Rk Ik kR R IR R R Sk S ke S O R AR Rk R R Rk O o O O R R R IR R I S b I Rk o

Pedestal s shall be accurately spaced, and set plunb and in true alignnent.
Set base plates in full and firmcontact with the structural floor, and
secured to the structural floor with [adhesive] [steel expansion anchors].

3.1.3 Stringers

Interlock stringers with the pedestal caps to preclude | ateral novenent,
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spaced uniformy in parallel lines at the indicated el evation.
.1.4 Auxiliary Fram ng

Provide auxiliary fram ng or pedestals around colums and ot her permanent
construction, at sides of ranps, at open ends of the floor, and beneath
panel s that are substantially cut to acconmpdate utility systens. Use
special fram ng for additional |ateral support as shown on the approved
detail drawings. Provide additional pedestals and stringers designed to
specific heights and lengths to neet structural irregularities and design
| oads. Connect auxiliary framng to main fram ng.

.1.5 Panel s

Interl ock panels with supports in a manner that will preclude |latera
noverment. Fasten perineter panels, cutout panels, and panel s adjoi ni ng
columms, stairs, and ranps to the supporting conmponents to forma rigid
boundary for the interior panels. Floors shall be level within the
specified tolerances. Cut edges of [steel and wood-core panels shall be
[painted] [finished] [__ | ] as recomrended by the panel manufacturer.]
[composite panels shall be coated with a silicone rubber sealant or with an
adhesi ve recommended by the panel manufacturer.] Secure extruded vinyl
edging in place at all cut edges of all panel cut-outs to prevent abrasion
of cables.[ Were the space below the floor is a plenum close cutouts for
conduit and simlar penetrations using self-extinguishing sponge rubber.]

.1.6 Resilient Base

Provi de base at vertical wall intersections. Cracks and voids in walls and
other vertical surfaces to receive base shall be filled with an approved
filler. Apply the base after the floor system has been completely
installed with adhesive, in accordance with the base manufacturer's
reconmendat i ons.

1.7 Fascia Pl ates

Cover exposed floor ends and exposed openings of ranps and stairs with
[al uminun] [steel closures] [finish material as indicated on the detail ed
drawi ngs.].

.1.8 Repair of Zinc Coating

Repair zinc coating that has been danaged, and cut edges of zinc-coated
components and accessories, by the application of a galvanizing repair
pai nt conform ng to ASTM A 780/ A 780N. Areas to be repaired shall be
thoroughly cleaned prior to application of the paint.

.2 FI ELD TESTS

2.1 Accept ance Tests

Conduct acceptance tests after installation of floor system Make at |east
one test for each [40] [100] [__ ] square neters [400] [1000] [__ ]
square feet of floor area. Conduct tests in presence of Contracting

O ficer and representatives of manufacturer and installer.

. 2.2 El ectrical Resistance

Conduct testing of electrical resistance, in the conpleted installation, in
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the presence of the Contracting Oficer in accordance with NFPA 99,
nodi fi ed by placing one el ectrode on the center of the panel surface and
connecting the other electrode to the netal flooring support. Take
measurenments at five or nore |locations. Each neasurenent shall be the
average of five readings of 15 seconds duration at each |ocation. During
the tests, relative humdity shall be 45 to 55 percent and tenperature set
at 21 to 24 degrees C 69 to 75 degrees F. Select panels used in the
testing at random and include two panels nost distant fromthe ground
connection. Measure electrical resistance with instrunents that are
accurate within 2 percent and that have been calibrated within 60 days
prior to the performance of the resistance tests. The netal-to-netal

resi stance from panel to supporting pedestal shall not exceed 10 ohns. The
resi stance between the wearing surface of the floor covering and the ground
connection, as measured on the conpleted installation, shall be in
accordance w th paragraph FLOOR COVERI NG

3.3 CLEANI NG AND PROTECTI ON
3.3.1 Cl eani ng

Free of all debris the space below the conpleted floor. Before any traffic
or other work on the conpleted raised floor is started, clean the conpleted
floor in accordance with the fl oor covering manufacturer's instructions.|
Do not permt seepage of cleaner between individual panels.] [ C eaning of
ferrous surfaces shall conformto FS TT-C 490.]

3.3.2 Pr ot ecti on

Protect traffic areas of raised floor systenms with a covering of building
paper, fiberboard, or other suitable material to prevent danage to the
surface. Cover cutouts with material of sufficient strength to support the
| oads to be encountered. Place plywood or simlar material on the floor to
serve as runways for installation of heavy equi pnent not in excess of
design | oad capacity. Maintain protection wuntil the raised floor system

i s accept ed.

3.3.3 Surplus Material Renova

Cl ean surfaces of the work, and adjacent surfaces soiled as a result of the
work. Renpve all installation equiprment, surplus materials, and rubbish
fromthe work site.

[3.4 FI RE SAFETY

Install an automatic detection system bel ow the raised floor nmeeting the
requi renents of NFPA 75 paragraph 5-2.1 to sound an audi bl e and vi sua
alarm Air space below the raised floor shall be subdivided into areas not
exceedi ng 929 square neters 10,000 square feet by tight, nonconbustible

bul kheads. Seal all penetrations for piping and cables to naintain

bul khead properties.

1[3.5 SElI SM C SPECI AL | NSPECTI ON AND TESTI NG

EE R R R S I R I R I R I R S R R R R O S R R I R R R R R S R R R O

NOTE: Include this paragraph only when speci al

i nspection and testing for seisnic-resisting systens
is required by Chapter 2 of FEMA 450, NEHRP
RECOMMVENDED PROVI SI ONS FOR SEI SM C REGULATI ONS FOR
NEW BUI LDI NGS AND OTHER STRUCTURES.
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This paragraph will be applicable to both new
bui | di ngs desi gned according to UFC 3-310-04 SEISM C
DESI GN FOR BUI LDI NGS, and to existing building
seisnmic rehabilitation designs.

The designer nust indicate on the draw ngs al

| ocations and all features for which special

i nspection and testing is required in accordance
with UFC 3-310-04 and Chapter 2 of FEMA 450. This
i ncludes indicating the locations of all structural
conponents and connections requiring inspection

Add any additional requirenents as necessary.

Rk Ik kb I IR R R I kO e S R R ARk Rk R Rk O ok O O kR SRR I b R R R o

Perform speci al inspections and testing for seisnmic-resisting systens and
conmponents in accordance with UFC 3-310-04 and Section 01 45 35 SPECI AL
| NSPECTI ON FOR SEI SM C- RESI STI NG SYSTEMS.

13.6  OPERATI ON AND MAI NTENANCE MANUALS
Subnmit nmai ntenance instructions for proper care of the floor pane
surface. Wen conductive flooring is specified, also subnit naintenance
instructions to identify special cleaning and mai ntenance requirements to
mai ntai n "conductivity" properties of the panel finish.

-- End of Section --
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