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NOTE: This gui de specification covers the

requi renents for the hot in-place recycling of

exi sting bitum nous pavenent using either single or
mul ti pl e pass nethods.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itens, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s and suggestions on this guide specification
are wel come and should be directed to the technica
proponent of the specification. A listing of
techni cal proponents, including their organization
designation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS should be subnitted as
a Citeria Change Request (CCR)

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

PART 1 GENERAL
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NOTE: Experience and data indicate that scarifying
is feasible only on existing asphalt concrete
pavenents which are structurally sound but in need
of surface leveling or which exhibit superficial

di stresses. In the single pass method, new asphalt
concrete is either added to or placed over the

exi sting recycl ed asphalt concrete. An asphalt
overlay or surface treatnment should be applied to
the recycl ed pavenent when a nultiple-pass recycling

(heater-scarifying) process is to be used.
EE IR I Sk S S O S S S I R R R Rk I I S kS Ik I kR Ik S S I S R Sk I O
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1 MEASUREMENT AND PAYMENT PROCEDURES

Rk bk bk A IR R R Sk O O S R S AR R Rk O o O IR Ik S I S b R R

NOTE: Wien ot her nethods of neasurenent are desired
or are necessary, this paragraph will be nodified
accordingly. Delete the second paragraph when new
asphalt concrete is not added to the m xture. The
term"recycling agent" is used herein to describe
any manufacturer certified material that is used to
rejuvenate or lower the viscosity of the existing
asphalt cement to the required | evels.

EE R R R S I R I R I R I O I R R R I R S R R I R R R R R S R R R

1.1 I n-Place Recycled M xture

The quantity of hot in-place recycling paid for will be the nunber of square
neters yards conpleted and accepted as determ ned by the Contracting
Oficer. The nunber of square nmeters yards of planed pavenment wll be
determ ned by neasuring the length and width of the specified work area.
Measurenents will be along the surface of the pavement and will be to the
closest 0.01 neter inch for wwdth and the closest neter foot for |ength.
Recycling agent will be paid for by the nunber of liters gallons of
material used in the accepted work.

1.2 New Asphalt Concrete

New asphalt concrete mixture will be paid for by the number of nmetric
2000- pound tons of material used in accepted work.

.1.3 Paynment

The quantities of recycled m xture, [new asphalt concrete], [and recycling
agent] determ ned as provi ded above, will be paid for at contract unit
prices per square neter yard for recycled mxture [and per netric ton ton
for new asphalt concrete] [and per liter gallon for recycling agent]. |If

deficiencies in the finished product exceed specified tol erances, no
paynment will be nmade for such areas of pavenent until the defective areas
are corrected and accepted by the Contracting Oficer.

2 REFERENCES

EE R R R S I R I R I R I R S R R R R R O S R R I R R R R R S R R R R

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
this paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a RI D outside of the Section's
Reference Article to automatically place the
reference in the Reference Article. Al so use the
Ref erence Wzard's Check Reference feature to update
the i ssue dates.

Ref erences not used in the text will automatically

be deleted fromthis section of the project
speci ficati on when you choose to reconcile
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references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL ( ASTM
ASTM C 117 (2004) Standard Test Method for Materials

Fi ner than 75-um (No. 200) Sieve in
M neral Aggregates by Washi ng

ASTM C 136 (2006) Standard Test Method for Sieve
Anal ysi s of Fine and Coarse Aggregates

ASTM D 140/ D 140M (2009) Standard Practice for Sanpling
Bi t um nous Materials

ASTM D 1856 (2009) Recovery of Asphalt from Sol ution
by Abson Met hod

ASTM D 2041 (2003a) Theoretical Maxinmum Specific
Gravity and Density of Bitum nous Paving
M xtures

ASTM D 2170 (2007) Kinematic Viscosity of Asphalts
(Bi t unens)

ASTM D 2171 (2007) Viscosity of Asphalts by Vacuum
Capillary Visconeter

ASTM D 2172 (2005) Quantitative Extraction of Bitunen
from Bi tum nous Paving M xtures

ASTM D 2726 (2009) Bulk Specific Gravity and Density
of Non- Absorptive Conpacted Bitum nous
M xt ures

ASTM D 3381 (2009a) Viscosity-Gaded Asphalt Cenent
for Use in Pavement Construction

ASTM D 3665 (2007) Random Sanpling of Construction
Materi al s

ASTM D 4552 (1992; R 2004) d assifying Hot-M x

Recycl i ng Agents

ASTM D 75/ D 75M (2009) Standard Practice for Sanpling
Aggr egat es

ASTM D 946 (2009a) Penetration-G aded Asphalt Cenent
for Use in Pavenment Construction

U S. ARMY CORPS OF ENG NEERS ( USACE)
CCE CRD- C 649 (1995) Standard Test Method for Unit

Wei ght, Marshall Stability, and Fl ow of
Bi t um nous M xtures
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CCE CRD-C 650 (1995) Standard Method for Density and
Percent Voi ds of Conpacted Bitum nous
Pavi ng M xtures

1.3  SYSTEM DESCRI PTI ON
1.3.1 Equi prent, Tools, and Machi nes

Mai ntai n equi pnent, tools, and machines used in the performance of the work
in a satisfactory working condition at all tinmes, and in conformance with
appl i cabl e governing regulations for local air pollution controls. Provide
equi prent capabl e of perform ng recycling operations at a m ninmumrate of
600 square neters 720 square yards per hour to the depth required.

1.3.2 Heat i ng

Provide heating units that use radiant heat with no flame directly on the
pavement. The conbustion chanber shall be insulated and totally encl osed.
Shield the heating units with an encl osed hood to hold in the heat and to
protect workers and surroundi ng areas.

1.3.3 Scarifying/MI1ling

Provide scarifying or hot nilling equi pnent that is able to penetrate the
pavenent surface so as to cut to the specified depth without tensile
fracturing the aggregate in the pavenent. Wen used for this purpose, the
scarifiers or hot mlling heads shall be able to thoroughly mx the
recycled mxture with any naterial that is added as part of the recycling
process. Provide equi pmrent with height adjustnents to clear obstacles in
t he pavenent.

1.3.4 Di stribution and M xi ng

Provide at | east one unit of the recycling equi pnent capable of uniformy
distributing and nmixing the recycling agent [and new asphalt concrete] with
the recycled material. Distribution of the added nmaterial shall have a
positive feed and shut-off linked to the novenent of the unit. The range

of application shall be within that required for the project and shoul d be
controllable to plus or mnus 0.023 L/square neter 0.05 gall ons/square yard.
Heat the recycling agent, at the tinme of application, to within plus or

m nus 14 degrees C 25 degrees F of the tenperature of the recycled m xture.

1.3.5 Pl acement

IR R R R E R RS EEEEEREEEEEEEEEEREEREEEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: Units used in single-pass nethod recycling
shoul d have automated grade and cross-sl ope
controls. Miltiple-pass nethod units
(heater-scarifying) generally do not have automated
control s.

IR E R R E R RS EEEEEREEEEEEEEEREEREREEEREEEEEEREEEEEEEREEEEEEEEEEEEEEREEEEEEREEEEE SRS

Provide a unit capable of spreading and | eveling the recycled m xture
uniformy across the processed width and with a vibratory or tanping screed
to finish the recycled m xture surface.
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3.6 Strai ght edge

Furni sh and maintain at the site, in good condition, one 3.66 neter 12 foot
strai ghtedge for each finishing unit (paver) for testing the finished
surface. Make straightedges avail able for Governnent use. Straightedges
shal | be constructed of alum numor other |ightweight nmetal, wi th bl ades of
box or box-girder cross section with flat bottom reinforced to insure
rigidity and accuracy and with handles to facilitate nmovenment on the
pavenent .

.4 SUBM TTALS

EE R R R I R R I I R R R I I R R R Ok S R R I R I R I O R O

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submttals
required for the project. Submittals should be kept
to the mininmumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G' if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO' for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Army projects.

Rk Rk Rk R R IR R R Sk O O e S O R AR Rk R Rk O kO I R IR R I b I Rk I o

CGovernment approval is required for submttals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation following the "G
designation identifies the office that will review the submttal for the
CGovernment.] Submit the followi ng in accordance with Section 01 33 00
SUBM TTAL PROCEDURES:

SD- 04 Sanpl es
Sanpl es

A 200 kg 400 | b sanple of existing asphalt concrete. Were a
singl e-pass rem x process is used, a 100 kg 200 | b sanple of each
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new aggregate stockpile to nmake bl ended sanples for the mx
design, a 20 liter 5 gal sanple of asphalt cement, and a 20 liter
5 gal sanple of recycling agent. Subnmit all sanples not |ess than
[30] [ ] days before the material is required in the work.

SD- 06 Test Reports
Field Testing and Sanpling

Copies of test results within 24 hours of material sanpling.
Copies of test reports on nmaterial properties of existing asphalt
pavenent [and new asphalt concrete], not less than [30] [__ ]
days before the material is required in the work. Include wth
the test reports information establishing conpliance with the
specifications detailed herein and in referenced publications.
Certified copies of the recycling agent manufacturer's test
reports indicating conpliance with applicable specified
requi renents, not less than [30] [ ] days before the materia
is required in the work.

5 QUALI TY ASSURANCE

EE R R R S I R R I R I R S R R R R R S R R I R R R R R R R R O

NOTE: The anount of sanpling and testing required
wi || depend upon the type of hot in-place recycling
performed. Miltiple-pass or heater-scarifying
processes do not add any additional nmaterials and
will only require testing for the anount of
recycling agent to be added to the mi xture. The
singl e-pass rem x processes nay require

job-m x-formul a tests when new asphalt concrete is

to be conbined with the recycled m xture.
EE IR R I Sk S S I S S I I R R R Rk S I S Sk S kI R R R Rk S S I S O Sk I S O R

5.1 Initial Sanmpling and Testing

Perform sanpling and testing using a conmercial testing |aboratory or
Contractor's facilities, upon approval by the Contracting O ficer. No work
requiring testing will be permtted until the testing facilities have been
i nspected and approved. The first inspection will be at the expense of the
CGovernment. Cost incurred by the Government, for any subsequent inspection
requi red because of failure of the facilities to pass the first inspection,
will be charged to the Contractor

.5.2 Sanpl es

Take recycl abl e asphalt pavenment for laboratory tests in accordance with
ASTM D 75/ D 75Nh. Sampl es of recycling agents shall be taken in accordance
with ASTM D 140/ D 140N. Prior to the start of the work, obtain sanples
fromthe existing pavement fromat |east two |ocations to provide materials
representative of the pavenment. Use these sanples to determ ne [the anopunt
of recycling agent required to achieve the m xture properties as provided
in paragraph JOB-M X FORMULA.] [the specified job-mx formula (JM).]
Furnish the JMF to the Contracting Officer within 30 days after the award
of the contract and prior to the start of recycling operations.

.6 ENVI RONVENTAL REQUI REMENTS

Perform hot in-place recycling procedures only when the existing pavenent
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is dry and the pavenent surface tenperature is above 15 degrees C 60
degrees F.

PART 2 PRODUCTS

2.

2.

EE R R R S R I R R I R S R R R R O S R R I R R R R O R R R

NOTE: Designer will delete the inapplicable

par agraphs and renunber all subsequent paragraphs
accordingly. For single-pass rem x nethods, a mx
design or JMF containing the type and anount of new
aggregat es and asphalt cenent should be devel oped.
The material requirenents for the new aggregates and
asphalt cement used to produce the new asphalt
concrete should be listed below The requirenments
listed should be as given in Section 32 10 00

Bl TUM NOUS CONCRETE PAVEMENT or Section 32 12 15
HOT-M X ASPHALT (HMA) FOR Al RFI ELDS

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

1 RECYCLI NG AGENTS

IR R R R SRR EEEEEREEEEEEREEEREEEREREEEREEEEEEREEREEEEREEEEEEEEEEEEEREEEEEEREEEEE SRS

NOTE: The appropriate type of recycling agent
(rejuvenator) should be sel ected depending on the
type and nethod of recycling to be acconplished.

Rk Rk kIR Rk S S O e S S S AR Rk R O R Rk Ik kS I O R SRR o

The recycling agent shall be [a hot-m x recycling agent of Gade [ ],
conform ng to ASTM D 4552] [the rejuvenator [ 11.

2 JOB-M X FORMULA

Rk Ik kR IR R R I kO S S R Rk Rk S Rk Ik kS b O I R I R

NOTE: Only a single-pass rem x process will allow
the use of a JMF that requires a given gradation
Thi s singl e-pass process involves the addition of
new asphalt concrete and provi des a nethod of

i nproving the gradation and m xture properties of
the recycled m xture. Wen the rem x process is
utilized, the Governnent will have to sanple and
provi de informati on concerning the materia
properties (asphalt content and gradation) of the
exi sting pavenment to the bidding parties. An edited
version of either Section 32 10 00 BI TUM NOUS
CONCRETE PAVEMENT or Section 32 12 15 HOT-M X
ASPHALT (HWVA) FOR Al RFI ELDS shoul d be added to the
proj ect specifications indicating material and

m xture properties required in the JM-. Include the
sections in brackets when the single-pass rem x
process is specified. A suitable paragraph
concerning mxture and individual conponent

tol erances nust be added. These tol erances nust
allow for variations in the existing pavenent and
will generally be |ess stringent than those usually
applied to new hot-m x asphalt concrete. Typica

tol erance requirenments are given in the previously
listed Sections. The grade of asphalt specified
shoul d be that which is generally specified for that
| ocati on.
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PART 3

3.

3.2
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a. [The Governnent will provide information on the existing asphalt
concrete pavenent to allow the Contractor to develop a JMF for the
recycled mxture.] [Furnish, for acceptance, a JM- to the Contracting
O ficer neeting the requirenents of Section [32 10 00 Bl TUM NOUS
CONCRETE PAVEMENT] [32 12 15 HOT-M X ASPHALT (HMA) FOR Al RFI ELDS] . ]
The Contracting Officer will verify this JMF through sanpl es of
materials subnitted by the Contractor.

b. No paynent will be nade for hot in-place recycled m xtures produced
prior to the conpletion and acceptance of the JM~. The JMF will

i ndicate [the gradation of the aggregate] [and] [a definite percentage
of [asphalt and] recycling agent to be added to the m xture]. The
amount of [asphalt and] recycling agent shall be given as per square
neter yard of recycled naterial

c. Develop the JMF by conbining various percentages of the selected
recycling agent with the existing pavenent material. |ncrease the
amount of recycling agent in the recycled mxture until the void
content of specinmens made according to COE CRD-C 649 decreases bel ow
3.5 percent. This will provide the nmaxi mum amount of recycling agent
that can be added to the mixture. At this maxi mum anmount, and at | east
one | ower percentage of recycling agent, extract the asphalt cenent
fromthe sanpl es nade and recovered according to ASTM D 2172 and

ASTM D 1856, respectively.

d. Obtain the viscosity of the recovered asphalt cenments in accordance
with either ASTM D 2170 or ASTM D 2171. The anmount of recycling agent
used in the recycled mxture shall be the ampbunt that results in an
asphalt viscosity equivalent to [ASTM D 946] [ASTM D 3381], G ade

[ ] or that which results in a mnimmvoid content of 3.5 percent.

e. The JMF will allow an asphalt content tol erance of plus or mnus 10
percent of the ampunt specified in the JM-. [New asphalt concrete, to

be placed on top of the recycled m xture, shall have a JMF neeting the

requi renents given in Section [32 10 00 BI TUM NOUS CONCRETE PAVEMENT] [
32 12 15 HOT-M X ASPHALT (HVA) FOR Al RFIELDS]].

EXECUTI ON

PREPARATI ON OF SURFACE

Prior to recycling, clean the pavenent surface of all |oose and foreign or
obj ectionable material with broons or other suitable nethods. Localized
pat ching, structural corrections, and adjustnments to existing structures
(i.e., manhol e covers) should be conpleted prior to the recycling process.

HEATI NG

Rk Ik kR R IR R R Sk S ke S O R AR Rk R R Rk O o O O R R R IR R I S b I Rk o

NOTE: The anount of heat applied to the pavenent
shoul d be controlled to avoid damagi ng the heat ed
pavenent. Excess heat will burn and therefore
damage the asphalt binder. Experience has shown
t hat dense graded asphalt concrete pavenents that
are relatively lean in asphalt cenent content are
easi est to heat.

EE R R R S I R I R I R I O I R R R R I O S R R I R I I R S R R S R R R O
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Provi de heating units of sufficient number and size to heat the pavenent
surface as required for successful scarifying and/or hot mlling to the
required depth. Do not allow these units to overheat the existing
pavenent. Cenerate sufficient heat to result in a mninmumrecycled mxture
tenmperature of 115 degrees C 240 degrees F as the m xture is being placed.
The maxi num tenperature of the recycled nixture should not exceed 143
degrees C 290 degrees F at any tine during the recycling process.

3.3 RECYCLI NG PROCEDURE

EE R R R S I R I R I R I O I R R R I R S R R I R R R R R S R R R

NOTE: Based on the requirenments of the project, the
specifier will select either a single- or

mul ti pl e- pass method of recycling. The single pass
met hod is further broken down into renm x and repave
procedures. The multiple-pass nethod requires a
wearing surface which can nornally be applied
anywhere frominmedi ately prior to conpaction of the
recycled mxture to several weeks later

The foll owi ng paragraphs should be edited according
to the type of recycling to be acconpli shed.

EE R R R S R I R I R R R R R R R R S I R R I R I R R R S R R R R

3.3.1 Si ngl e- Pass Met hod

Performthe single-pass nethod consisting of self-contained,
sel f-propel |l ed, automated units capabl e of heating, scarifying and/or hot
rotary mxing and redistributing the recycled m xture. The nixture shal
consi st of the existing pavenent, recycling agent, and new asphalt concrete
to the specified depth and design (Rem xing). Automatically feed the
reclaimed material into a mxing unit. Add a recycling agent and, when
required, new asphalt concrete to the reclainmed material at the m xer.
Specify the type and quantity of the new asphalt concrete and the
proportion of new material and reclainmed naterial in the JM-. Thoroughly
mx all materials while maintaining the mninumtenperature of 115 degrees C
240 degrees F. After [m xing, the conbined bitum nous material] [the
addition of the recycling agent, the reclained material shall be gathered
by a | eveling device equipped with augers for m xing and placenent to a
uni form depth over the width being processed (Repaving)]. Place a |ayer of
new hot bitum nous pavenent material conforming to the JMF over the
recycled mx while it still has a residual mninumtenperature of 107
degrees C225 degrees F. This layer shall be automatically fed into a
finishing unit (paver) which has automatic screed control for |ongitudina
| evel i ng of the honbgeneous recycled mxture to the required thickness in
conformance with the specified cross-section.

3.3.2 Mul ti pl e- Pass Met hod

Performthe multiple-pass nethod consisting of self-contained,

sel f-propelled or towed, automated units capabl e of heating, scarifying
and/or hot rotary mixing, redistributing, and screeding. The equi pnent
used in the nethod shall also provide for controlled leveling at the crown
and across the screed to insure a cross-section that conforns to the
pavenent profile specified. Control the heating to provide a nininmm
recycled m xture tenperature of 115 degrees C 240 degrees F behind the
screed. The unit shall be able to uniformy distribute the specified
anmount of recycling agent throughout the recycled mxture. Apply a wearing
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3.

course neeting the requirenments of Section [32 10 00 Bl TUM NOUS CONCRETE
PAVEMENT] [32 12 15 HOT-M X AASPHALT (HVA) FOR Al RFI ELDS)] foll ow ng
compl etion of the recycling process.

.4  JAONTS

Heat the existing pavenent a mini mum of 100 mr 4 inchesbeyond the w dth of
the recycling. Wen recycling adjacent to an existing hot-mix recycl ed
pavenent mat, the heating shall extend 150 mr 6 inches into the existing
mat and at | east 100 mr 4 inches of this mat shall be recycled with the new
mat .

5 COVPACTI ON

Rk Ik kb I IR R R I kO e S R R ARk Rk R Rk O ok O O kR SRR I b R R R o

NOTE: The conpaction required will depend on the
pavenent application. Pavenents subjected to high
tire pressure (over 690 kPa (100 psi)) vehicles,
heavy | oads, or nunerous application of |oads will
require a mnimumdensity or degree of conpaction of
94 percent of the theoretical nmaximum specific
gravity of the recycled m xture. Pavenents
subjected to lowtire pressure (equal to or |ess
than 690 kPa (100 psi)) vehicles, lighter |oads, or
fewer applications of loads will require a m ni mum
density or degree of conmpaction of 91 percent of the
theoretical maxi num specific gravity of the recycled
m xture.

EE R R R S I R R I R I R I R S R R R R S R R I R I R R R R R R

The density achi eved during conpaction shall be [94] [91] percent of the
theoretical maxi num specific gravity as determ ned according to ASTM D 2041.
Conventi onal asphalt concrete rollers and procedures can be used for
conpaction; however, a pneumatic roller should be used in the process
because it can inprove conpaction where odd size particles or variations in
l'ift thickness exist.

.6 TEST SECTI ON

IR R R R R R RS EEEEEREEEEEEREEEREEEREREEEREEEREEEREEEREEEEREEEEEEEEEEEEEREEEEEEREEEEEERS

NOTE: Use of a test section is recommended for all
hot in-place recycling projects, especially for

si ngl e-pass nethods of construction. Placenent of
test sections in two adjacent paving | anes shoul d be
required for recycling of pavenment areas where
extensi ve |l ongitudi nal construction joints will be
required, i.e. parking lots.

EE R R R S I R R I R R R S R R R R R S R R I R I R R R R R R R R

Prior to the start of the recycling, recycle a |l ength of pavement at |east
15 meters 50 feet long to the depth required in the project. At the
direction of the Contracting Officer, place this test section in two

adj acent paving |l anes to denbnstrate joint construction. Recycled nixture
shal |l be placed or spread and rolled with the equi pnent to be used in the
project and in accordance with requirenents specified above. This test
section will be tested and evaluated as a full days production and shal
conformto all specification requirements. The test section nay be | ocated
in one of the less critical areas of the project pavenment construction, as
directed by the Contracting Officer. Begin full production if tests
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results are satisfactory, and as approved by the Contracting Officer. |If
the test section was constructed within the project boundaries, keep it in
pl ace as part of the conpleted pavenent. |f tests indicate that the
pavenent does not conformto specification requirenents, nake necessary

adj ustnents to operations and procedures i medi ately, and construct another
test section, all at no additional cost to the Governnent. Construct
addi ti onal test sections, as necessary and as directed by the Contracting
Oficer, to be sanpled and tested for conformance with specification
requirenents. DO not start full production w thout test section approva
by the Contracting O ficer.

3.7 ACCEPTABI LI TY OF WORK
3.7.1 Field Testing and Sanpling

Performfield tests in sufficient nunbers to ensure that the specifications
are being net. Testing is the Contractor's responsibility to be perforned
by an approved comercial |aboratory. Performthe followi ng tests at the
appropriate time; they will be the mni mum acceptable for each type of
operati on.

3.7.1.1 M xture Properties

EE R R R S R I R I R R R R R R R R S I R R I R I R R R S R R R R

NOTE: Select the information in the first set of
brackets when the single-pass rem x process is used
and select the information in the second set of
brackets when the nultiple pass process is used.
The m xture should normally be sanpled and tested
twice a day or once for every 4 hours of production

or placenent.
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[Cbtain a sanple of the recycled m xture for every [ ] hours of mx
production. Extract the asphalt cenment fromthe nmix according to

ASTM D 2172. The asphalt content of the recycled material shall be within
the tol erance given in paragraph JOB-M X FORMJLA. Deternine the gradation
of the extracted aggregate according to ASTM C 117 and ASTM C 136. The
extracted gradation shall nmeet the JMF and the correspondi ng tol erances.]

[ Record the anpbunt of recycling agent used per day along with the square
neter yard area recycled. Use these values to verify that the correct
anmount of recycling agent is being added to the recycled mxture.]

3.7.1.2 Density Testing
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NOTE: A 150 nm (6 in.) core sanple is required
where the depth of recycling is less than 38 mm (1.5
in.). Wen the total depth of recycling exceeds 38
mm (1.5 in.) a 100 mm (4 in.) core sanple will be
sufficient. The percentage of density required
shoul d be based on the depth and degree of nixture
control of the recycling process used. Cenerally,

t he percentage of density should range from9l to 94

percent of the theoretical nmaxi num specific gravity.
EE SRR I Sk S I I S I S I O R R R Rk I S Sk S I I R R Ik S S I S R Sk I S O

ot ain one 150 nr 6 inches core sanple for each [ ] square neters yards
of hot in-place recycled mxture. Determine the |ocation of the core
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sanmpl es according to ASTM D 3665. The density of the cores shall be
determ ned according to either COE CRD-C 650 or ASTM D 2726. The cores
shal |l have a mininumdensity equal to [__ ] percent of the theoretica
maxi mum specific gravity determ ned according to ASTM D 2041.

.7.2 Grade Conf or mance

Rk Rk kR IR R R I kO ke S O R AR Rk R R R Rk O ok O I R R I O I b R R o

NOTE: For pavenents in aircraft traffic areas, such
as airfield runways and taxiways, lines of levels to
determi ne el evation of the planed pavenent will be
run longitudinally and transversely at intervals not
exceeding 7.62 neters (25 feet).

Rk Ik kR IR R R Sk O e S R R AR R Rk Rk O o O Rk S I O O R o A

Test the finished surface of the recycled pavenent, for conformance with
the plan-grade requirenments and acceptance in the presence of the
Contracting O ficer, by running lines of levels at intervals of [__ ]
neters feet longitudinally and [ ] meters feet transversely to
determne the el evation of the conpl eted pavenent. The finished surface
shall not vary more than 15 mr 0.05 foot fromthe established plan grade
line and el evation. Finished surfaces at junctures with other pavenents
shal |l coincide with finished surfaces of abutting pavenents.

.7.3 Sur f ace- Smoot hness

After conpletion of the recycling operation, the finished surface will be
tested by the Governnent using the straightedge. Location and deviation
fromstrai ghtedge of all neasurenents will be recorded. O her approved
devi ces may be used provided that, when satisfactorily and properly
operated, such devices reveal all surface irregularities exceeding the

tol erances specified. Correct surface irregularities that depart fromthe
testing edge by nore than 6 mr 1/4 inch as directed.

-- End of Section --

SECTION 32 01 24 Page 14



