EE R R Ik R I R R R I I O I R R I R O I R R I R R I I O R O

USACE / NAVFAC / AFCESA / NASA UFGS-33 05 16 (August 2008)

Preparing Activity: NAVFAC Super sedi ng
UFGS-33 05 16 (April 2006)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS
Ref erences are in agreenent with UVRL dated July 2010
Kok kkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkkk ok k
SECTI ON TABLE OF CONTENTS
DIVISION 33 - UTILITIES
SECTI ON 33 05 16
CONCRETE POLES

08/ 08

PART 1 GENERAL

1.1 REFERENCES
1.2 SUBM TTALS
1.3 QUALI TY ASSURANCE
1.3.1 Concrete Pol es
1.3.2 Modi fi cati on of References
1.3.3 Desi gn Requi r enment
1.3.4 Certificates: Procedure Requirenent

PART 2 PRODUCTS

2.1 CONCRETE
2.2  CEMENT
2.2.1 Fly Ash and Pozzol an
2.2.2 Ground Iron Bl ast-Furnace Sl ag
2.3 WATER
2.4  AGGREGATES
2.5 ADM XTURES
2.6 REI NFORCEMENT
2.6.1 Rei nf orci ng Bars
2.6.2 Ties and Spirals
2.6.3 Prestressing Stee
PART 3 EXECUTI ON
3.1 PREPARATI ON
3.2 | NSTALLATI ON
3.2.1 Pol e Pl acement
3.2.1.1 Driving Pol es
3.2.1.2 Augeri ng
3.2.1.3 Pol e Foundati on

3.3 EXCAVATI NG BACKFI LLI NG AND COVPACTI NG
3.4 PROTECTI ON OF PCOLES

-- End of Section Table of Contents --

SECTION 33 05 16 Page 1



SECTION 33 05 16 Page 2



Rk bk kR IR R R Ik O O S S R AR Rk R R Rk O o O R Rk O R R R b I Rk o

USACE / NAVFAC / AFCESA / NASA UFGS- 33 05 16 (August 2008)
Preparing Activity: NAVFAC Super sedi ng
UFGS-33 05 16 (April 2006)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref erences are in agreenent with UVRL dated July 2010

EE R R R S I R R I R I R S R R R R O S R R R I R I R R S R R R R R O

SECTI ON 33 05 16

CONCRETE POLES
08/ 08

EE R R R S R I R R I R S R R R R R S R I R I R R R S R R S R R O

NOTE: This gui de specification covers the
requi renents for concrete poles to support the
aboveground exterior steamdistribution systens.

Edit this guide specification for project specific
requi renents by addi ng, deleting, or revising text.
For bracketed itenms, choose applicable itens(s) or
insert appropriate information

Renmove information and requirenents not required in
respective project, whether or not brackets are
present.

Commrent s and suggestions on this guide specification
are wel cone and should be directed to the technica
proponent of the specification. A listing of

Techni cal Proponents, including their organization
desi gnation and tel ephone nunber, is on the Internet.

Recommended changes to a UFGS shoul d be subnmitted as
a Criteria Change Request (CCR)
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NOTE: This gui de specification covers the

requi renents for providing new concrete poles
speci fi ed under Section 33 63 13 EXTERI OR
UNDERGROUND STEAM DI STRI BUTI ON and Section 33 63 23
EXTERI OR ABOVEGROUND STEAM DI STRI BUTI ON.
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NOTE: The followi ng information shall be shown on
t he project draw ngs:

1. Location and spacing of poles.
2. Pole foundations if not driven or augered.

3. Top el evation.
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4. Length of poles.
5. Details for precast concrete poles.

6. Details of mscellaneous netal and hardware
attachnent to concrete poles.
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
this paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a RID outside of the Section's

Ref erence Article to automatically place the
reference in the Reference Article. Also use the
Ref erence Wzard's Check Reference feature to update
the i ssue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci ficati on when you choose to reconcile

references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ACl | NTERNATI ONAL (ACl)

ACl 211.1 (1991; R 2009) Standard Practice for
Sel ecting Proportions for Nornal,
Heavywei ght and Mass Concrete

ACl 318M (2008; Errata 2008; Errata 2009; Errata
2010) Buil di ng Code Requirenents for
Structural Concrete & Commentary

ASTM | NTERNATI ONAL (ASTM
ASTM A 416/ A 416M (2006) Standard Specification for Stee

Strand, Uncoated Seven-Wre for
Prestressed Concrete

ASTM A 421/ A 421M (2005) Standard Specification for Uncoated
Stress-Relieved Steel Wre for Prestressed
Concrete

ASTM A 615/ A 615M (2009b) Standard Specification for

Def ormed and Pl ain Carbon-Steel Bars for
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Concr et e Rei nf or cenent

ASTM A 706/ A 706M (2009b) Standard Specification for
Low Al |l oy Steel Deforned and Plain Bars
for Concrete Reinforcenent

ASTM A 82/ A 82M (2007) Standard Specification for Steel
Wre, Plain, for Concrete Reinforcenent

ASTM A 966/ A 966M (2008) Standard Test Method for Magnetic
Particle Examination of Steel Forgings
Using Alternating Current

ASTM C 150/ C 150M (2009) Standard Specification for Portland
Cenent
ASTM C 260 (2006) Standard Specification for

Ai r-Entraining Adm xtures for Concrete

ASTM C 33/ C 33M (2008) Standard Specification for Concrete
Aggr egat es

ASTM C 494/ C 494M (2008a) Standard Specification for
Chemi cal Adnmi xtures for Concrete

ASTM C 595/ C 595M (2009) Standard Specification for Bl ended
Hydraulic Cenents

ASTM C 618 (2008a) Standard Specification for Coal
Fl'y Ash and Raw or Cal ci ned Natural
Pozzol an for Use in Concrete

ASTM C 989 (2009a) Standard Specification for Slag
Cenent for Use in Concrete and Mortars

PRECAST/ PRESTRESSED CONCRETE | NSTI TUTE ( PCl)
PCI M\L-116 (1999) Manual for Quality Control for

Pl ants and Production of Structural
Precast Concrete Products, 4th Edition

PCI M\L-120 (2004; Errata 2007) PCl Design Handbook -
Precast and Prestressed Concrete, 6th
Edi tion

1.2 SUBM TTALS
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NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submttals
required for the project. Submttals should be kept
to the mininmumrequired for adequate quality control.

A“G following a subnmittal itemindicates that the
submittal requires Governnent approval. Sone
submittals are already marked with a “G'. Only
delete an existing “G if the subnittal itemis not
conpl ex and can be reviewed through the Contractor’s
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Quality Control system Only add a “G if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO' for
Resident Ofice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Army projects.
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CGovernment approval is required for submttals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the subnmittal for
the Government.] The follow ng shall be submitted in accordance with
Section 01 33 00 SUBM TTAL PROCEDURES:

SD- 05 Design Data
Concrete m x design
SD-07 Certificates
Qual ity control procedures
.3 QUALI TY ASSURANCE
. 3.1 Concrete Pol es
Provi de precast concrete poles or precast prestressed poles for use in
overhead steamdistribution systens. Precast prestressed concrete poles or
precast concrete poles shall be the product of a manufacturer specializing
in the production of precast concrete nenbers. Prestressed concrete poles
shal | be designed in accordance with PCI M\L-120 or precast concrete poles
shal | be designed [as indicated] [with section properties equivalent to
those of the prestressed concrete poles]. Produce poles in one piece, and
in accordance with PCl M\L-116.

.3.2 Modi fi cati on of References

In the ACI publications, consider the advisory provisions to be nmandatory,

as though the word "shall" had been substituted for "shoul d* wherever it
appears. Interpret references to the "building official," "Structural
Engi neer," and "Architect/Engineer" to nean the Contracting Oficer.
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3.3 Desi gn Requi r emrent

At | east 30 cal endar days prior to concrete placenent, submt a mx design
for each strength and type of concrete. Submit a conplete |ist of
material s including type; brand; source and amount of cenent, fly ash,
pozzol an, ground slag, and adm xtures; and applicable reference
specification. Submt copies of test reports showing that the m x has been
successfully tested to produce concrete with the properties specified and
is suitable for the job conditions. Furnish fly ash and pozzol an test
results performed within 6 nmonths of submttal date. OCbtain approva
before concrete placenent. An identical concrete mix design previously
approved within the past 12 nonths by the [ ] Division, Nava
Facilities Engi neering Cormand, may be used wi thout further approval, if
copi es of the previous approval and fly ash and pozzol an test results are
submitted. Obtain acknow edgenent of receipt of test results prior to
concrete placenent. Submt additional data regardi ng concrete aggregates
if the source of aggregate changes.

3.4 Certificates: Procedure Requirenent

Submit the precasting manufacturer's quality control procedures established
in accordance with PCl IMNL-116.

PART 2 PRODUCTS

2.

1 CONCRETE

ACl 211.1 or ACI 318N for Contractor furnished m x design. The m nimum
conpressive strength of concrete at 28 days shall be [35 MPa] [ ] [5000
psi] [ ], unless otherwi se indicated. [Add air-entraining adm xtures
to produce between 4 and 6 percent air by vol une.]

.2 CEMENT

ASTM C 150/ C 150N, Type |, Il, or 111, or ASTM C 595/ C 595N, Type IP or IS
bl ended cenent, except as nodified herein. The bl ended cenent shal

consist of a mixture of ASTM C 150/ C 150N cenment and one of the follow ng
materials: ASTM C 618 pozzolan or fly ash, or ASTM C 989 ground iron

bl ast-furnace slag. The pozzolan or fly ash content shall not exceed 25
percent by weight of the total cenentitious material and the ground iron

bl ast-furnace slag shall not exceed 50 percent by wei ght of tota
cenentitious material.

2.1 Fl'y Ash and Pozzol an

ASTM C 618, Type N, F, or C, except that the maxi nrum al |l owabl e | oss on
ignition shall be 6 percent for Types N and F

. 2.2 Ground Iron Bl ast-Furnace Sl ag

ASTM C 989, Gade 100 or 120.

.3 WATER

Provide fresh, clean and potable water.

.4 AGCREGATES

ASTM C 33/ C 33V, Size 57, 67, or 7. Aggregates shall not contain any
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subst ance which may be deleteriously reactive with the alkalies in the
cement .

2.5 ADM XTURES

ASTM C 494/ C 494N, except that air entraining shall conformto ASTM C 260.
2.6 REI NFORCENMENT
2.6.1 Rei nforcing Bars

ASTM A 615/ A 615, G ade 400 G ade 60, ASTM A 966/ A 966N Grade 400 G ade 60;
ASTM A 966/ A 966V Grade 400 G ade 60; or ASTM A 706/ A 7060

2.6.2 Ties and Spirals
Steel, ASTM A 82/ A 82M.
2.6.3 Prestressing Stee

Seven-wire stress-relieved strand conformng to ASTM A 416/ A 416Nor
stress-relieved wire conformng to ASTM A 421/ A 421N, Type WA. The m ni mum
ultimate strength shall be 1750 MPa 250,000 psi. Prestressing steel shal

be free fromgrease, oil, wax, paint, soil, dirt, |oose rust, kinks, bends,
or other defects.

PART 3 EXECUTI ON
3.1 PREPARATI ON

Prior to installation of poles, check for danage, such as cracking,
spal I i ng, and honeyconbi ng. Reject menbers which contain honeyconbed
sections deep enough to expose reinforcing steel. Reject structurally
i mpaired prestressed nenbers. Provide a PCI NMNL-116 commerci al grade
finish.

3.2 | NSTALLATI ON

3.2.1 Pol e Pl acement
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NOTE: Sel ect the placenent nethods which are
permitted for the project. Delete those that are

not al | owed.
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[3.2.1.1 Driving Pol es

Drive at the hamrer manufacturer's rated speed and without interruption to
the indicated tip elevation. Pile hanmer shall be air, steam or diese
powered, with a capacity at |east equal to the hanmer nanufacturer's
recomrendation for total weight of the pole and character of subsurface
material to be encountered. Position a pile cap or drive cap between the
pol e and hamer. Place hammrer cushion or cap bl ock between the ram and the
cap or drive cap.

1[3.2.1.2 Augeri ng

Pol es shall be set in augered holes with a diameter [150 nmm] [__ ] [6
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inches] [__ ] larger than the concrete pole. Fill augered hole around
pole with air-entrai ned concrete having a m ni num conpressi ve strength of
20 MPa 3000 psi at 28 days and finish in a dome. Cure concrete a m ninmm
of 72 hours before performng further work on pol es.

1[3.2.1.3 Pol e Foundati on
Provide as indicated, with a cast-in-place dowel. Insert dowel into dowel
pocket in bottom of pole and plunmb pole. Backfill around pole with
backfill and fill materials as specified in Section 31 00 00 EARTHWORK.

Provi de concrete under this section as specified in Section 03 30 00
CAST- | N- PLACE CONCRETE

13.3 EXCAVATI NG, BACKFI LLI NG AND COVPACTI NG
Provide as specified in Section 31 00 00 EARTHWORK.
3.4 PROTECTI ON OF PCLES

Take care to avoid damage to poles during handling [and during pile driving
operation].

-- End of Section --
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