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SECTI ON 07 22 00

ROOF AND DECK | NSULATI ON
02/16

NOTE: This gui de specification covers the
requi renments for insulation materials used bel ow
built-up roofing and single ply roofing systens.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR).

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Insulation naterials applies to both organic and
i norganic materials used for thermal protection as
part of roofing assenblies or under decks.

In new construction, provide at least a 1 in 24 (40
mmper 1 M(1/2 inch per foot) slope in the
structural deck and use non-tapered insulation

When it is clearly inpracticable to provide the
required slope or in reroofing where there is

i nsufficient slope, tapered insulation nay be used.
Al so, use tapered insulation for the construction of
saddl es and crickets to provide slope to drains.

I nsul ation for prefabricated netal buildings is not
included in this section. |Insulating sheathing,
other materials which are not primarily thermal
insulating materials, and insulating concrete are
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al so not included. Such products are classified
according to their primry use, and should be
speci fied under the appropriate sections.
Spray-appl i ed pol yurethane foamroof insulation is
specified in Section 07 57 13 SPRAYED POLYURETHANE
FOAM ( SPF)

*%

*% *% *% *% *% *% *% *%%
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NOTE: On the draw ngs, show

1. Extent and |ocations of work.

2. Dinmensions when space linitations or
construction features govern thickness of insulation
materials.

3. Details at cants, edge strips, and nailers.

4. Location and spaci ng of wood nail ers.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhhhhhkhkkkkkkkkkk

NOTE: UFC 1-200-02 pronmptes the use of coo

roofing, and increased energy conservation through
addi tional insulation. Cool roof designis to
follow the requirenments of UFC 3-110-03 Roofi ng,
Chapter, Cool Roofs. Poor design of cool roofs have
resulted in unintended consequences such as
condensation within the roof assenbly. Coordinate
cool roof design with the nmechanical engineer on the
project to provide appropriate roof assenbly,

i nsul ation thickness, surface finishes appropriate
to the geographic location and humidity requirenents
of the project. Verify dewpoint and design the roof
assenbly accordingly.

Mechani cal |y fastened single ply roof systens are to
conply with the requirenments for such systens in UFC
3-110- 03 Roofing. Condensation on the underside of
mechani cal |y fastened systens can result in ice

buil dup in winter, nold growh, noisture damage, and
premat ure roof replacenment. See Appendi x B of UFC
3-110-03 for nore information

*kkkkkkkkk

PART 1

*kkk

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhhhkhkhkkkkkkkkkk

GENERAL

1.1 REFERENCES

*kkk
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
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when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL ( ASTM

ASTM C1177/ C1177M (2017) Standard Specification for d ass
Mat Gypsum Substrate for Use as Sheat hi ng

ASTM C1289 (2017) Standard Specification for Faced
Ri gid Cel lul ar Polyisocyanurate Thermal
| nsul ati on Board

ASTM C208 (2012; R 2017; E 2017) Standard
Speci fication for Cellulosic Fiber
I nsul ati ng Board

ASTM C552 (2017; E 2018) Standard Specification for
Cel lular dass Thernal Insulation

ASTM C578 (2018) Standard Specification for R gid,
Cel lul ar Pol ystyrene Thermal I|nsulation

ASTM C726 (2017) Standard Specification for M neral
Wyol Roof |nsulation Board

ASTM C728 (2017a) Standard Specification for Perlite
Thermal Insul ati on Board

ASTM D2178/ D2178M (2015a) Asphalt dass Felt Used in Roofing
and Wat er pr oofi ng

ASTM D226/ D226M (2017) Standard Specification for
Asphal t - Saturated Organic Felt Used in
Roof i ng and Wat er proofing

ASTM D312 (2000; R 2006) Standard Specification for
Asphalt Used in Roofing

ASTM D41/ D41M (2011; R 2016) Standard Specification for
Asphalt Priner Used in Roofing,
Danmppr oof i ng, and Water proofi ng

ASTM D4263 (1983; R 2012) Indicating Misture in
Concrete by the Plastic Sheet Method

ASTM D4586/ D4586M (2007; E 2012; R 2012) Asphalt Roof
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1.

Cenent, Asbestos-Free

ASTM D4601/ D4601M (2004; R 2012) Asphalt-Coated d ass Fiber
Base Sheet Used in Roofing

ASTM D4897/ D4897M (2016) Standard Specification for
Asphal t - Coat ed d ass-Fi ber Venting Base
Sheet Used in Roofing

ASTM E84 (2018) Standard Test Method for Surface
Burni ng Characteristics of Building
Materials

FM GLOBAL (FM

FM 4450 (1989) Approval Standard for Class 1
I nsul at ed Steel Deck Roofs

FM 4470 (2010) Single-Ply, Polyner-Mdified
Bi tumen Sheet, Built-up Roof (BUR), and
Li qui d Applied Roof Assenblies for Use in
Class 1 and Nonconbusti bl e Roof Deck
Construction

FM APP GUI DE (updat ed on-1ine) Approval Guide
http://www.approvalguide.com/

| NTERNATI ONAL CODE COUNCI L (1 CO)
I CC I BC (2018) International Building Code
NATI ONAL FI RE PROTECTI ON ASSCOCI ATI ON ( NFPA)
NFPA 1 (2018) Fire Code
SCI ENTI FI C CERTI FI CATI ON SYSTEMS ( SCS)
SCS SCS d obal Services (SCS) | ndoor Advantage
UNDERWRI TERS LABORATORI ES (UL)

UL 1256 (2002; Reprint Jul 2013) Fire Test of Roof
Deck Constructions

UL 2818 (2013) GREENGUARD Certification Program
For Chenical Emi ssions For Buil ding
Mat eri al s, Finishes And Furni shings

2 SUBMITTALS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Review Subnittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have

designated those itens that require Governnent
approval, due to their conplexity or criticality,
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with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a "G' to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the subnmittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: |If sustainable door hardware is avail abl e,
choose bracketed option.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Government approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval . ][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance with Section 01 33 29

SUSTAI NABI LI TY REPCRTI NG. Submit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
I nsul ation Board Layout and Attachnent; [, | 1]
Verification of Existing Conditions; C[, [ 11

SD- 03 Product Data

Insulation; C[, [ ]]
Cover Board; ¢, [___ 1]
Fasteners; C[, [___ 1]
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1

Sheat hing Paper; G, [ 1]

Moi sture Control; ¢, [ 1]

Asphalt Products; C[, [____ 1]

Recycl ed Content For Insulation; S
SD-06 Test Reports

Flame Spread Rating; G, [____ 1]
SD-07 Certificates

Installer Qualifications; ¢, [___ 1]

Certificates O Conpliance For Felt Materials; G, [___ 1]

Indoor Air Quality For Insulation; S
SD- 08 Manufacturer's Instructions

Nai I s and Fasteners; C[, [___ 1]

Roof Insulation; ¢, [___ 1]

3  SHOP DRAW NGS

NOTE: Specify shop drawi ngs for wood nail ers when
nailers are required for securing insulation on
roofs sloped 1 in 24 (40 mmper 1 M(1/2 inch per
foot) or nore.

NOTE: Include requirenment for backnailing of felts
when specified for built-up roofing.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

Submit insulation board | ayout and attachment indicating nmethods of
attachnent and spacing, transitions, tapered conponents, thicknesses of
materials, and closure and termination conditions. Show |ocations of
ridges, valleys, crickets, interface with, and slope to, roof drains. Base
shop drawi ngs on verified field measurenments and include verification of

exi sting conditions.[ Show wood nail ers.][Show | ocati on and spaci ng of
wood nailers required for securing of insulation [and backnailing of
roofing felts]].

.4 PRODUCT DATA

Include data for material descriptions, reconmendations for product shelf
life, requirements for cover board or coatings, and precautions for
flammability and toxicity. Include data to verify conpatibility of

seal ants with insulation

.5 MANUFACTURER S | NSTRUCTI ONS

Include field of roof and perineter attachnent requirenents.
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Provide a conpl ete description of installation sequencing for each phase of
the roofing system Include weat herproofing procedures.

1.6

QUALI TY CONTRCL

Provide certification of installer qualifications fromthe insulation
manuf acturer confirmng the specific installer has the required
qualifications for installing the specific roof insulation systen(s)
indicated.

Provide certificates of conpliance for felt materials.

[1.7

FM APPROVAL REQUI REMENTS

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhhkkkkkkkkkkkkkhkhkhkx

NOTE: FM Approval Cuide includes requirements for
fasteners for 1-60, 1-90, and 1-120 classifications
for resistance to wind uplift pressures. Refer to
UFC 3-301-01 Structural Engineering for w nd | oads
and specify FM approval accordingly. Note, FM
approval numbers do not correspond to wi nd speeds.
Refer to FM Data Sheets for wi nd design

*% *% *% *% *% *% *% *% *% *% *%%

Provi de fastening patterns in accordance with [FM 1-60][ FM 1-90] [ FM 1-120]
i nsul ati on on steel decks.

for
11.8

1.8.1

FI RE PERFORVMANCE REQUI REMENTS

Insul ation in Roof Systens

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhhkkkkkkkkkkkkkhkhkhkk

NOTE: Include this requirenment when insulation is
installed over plywod, wood pl anks other than

nom nal 50 mm 2 inch thick, tongue-and-groove type,
or steel deck.

NOTE: Coordinate fire performance in insulated roof
systens. At a minimum conply with ICC IBC and
UL1256. |If the roof assenbly requires FM approval,
choose the bracketed options.

NOTE: Thernal barriers are required for nearly al
roofing applications where foam plastics are
present. Confirmspecific project requirements with
ICC IBC. For roofing applications, snoke

devel opnent rating does not apply. The elimination
of the thermal barrier is allowed only under very
specific conditions therefore do not elimnate

unl ess specifically verified with applicable life
saf ety codes.

*kkk

kkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkkhkkkkkkkkkkkkhkhkhkk

Conply with the requirenents of ICC IBC [or UL 1256] [or FM 4450]for FM 4470

].

Roof

insulation to have a flane spread rating of 75 or |ess when tested

in accordance with ASTM E84. Additional docunentation of conpliance with
flane spread rating is not required when insulation of the type used for
this project as part of the specific roof assenmbly is listed and | abeled as
FM Class 1 approved. [Only roof assenblies that pass FM 4450 may be used. ]

SECTI ON 07 22 00 Page 9



1

8.2 Thermal Barrier Requirenents

Separate [pol yurethane] [or] [polystyrene] insulation froma [conbustible]
[steel] deck with a thermal barrier of glass mat gypsum roof board or other

approved barrier material in accordance with the requirenents of the ICC IBC
[or FM 4450] [or FM 4470]lor UL 1256]. [Only roof assenblies that pass

FM 4450 may be used.]

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Specify insulated roof assenblies in
accordance with UFC 1-200-01 General Building
Requirements, Fire and Snoke Protection section, and
UFC 3-600-01 "Fire Protection Engineering for
Facilities". Were requirenents conflict between
UFCs and | BC, UFC 3-600-01 takes precedence; edit
the foll owi ng section accordingly.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

.8.3 Fire Resistance Ratings for Roofs

Provide in accordance with ICC I BC Chapter 7 and Table 721.1(3) Mn [Fire
and Snoke] Protection For Floor and Roof Systens.

.9 CERTIFICATIONS

Provi de products certified to neet indoor air quality requirements by
UL 2818( G eenguard) Gold, SCS G obal Services | ndoor Advantage Cold or
provide certification by other third-party prograns. Provide current

product certification docunmentation fromcertification body.

.10 DELI VERY, STORAGE, AND HANDLI NG

.10.1 Delivery

Deliver materials to the project site in manufacturer's unopened and
undamaged standard commercial containers bearing the follow ng |egible
information:

a. Name of nmanufacturer

b. Brand designation

c. Specification nunber, type, and class, as applicable, where naterials
are covered by a referenced specification

d. Asphalt flashpoint (FP), equiviscous tenperature (EVT), and finished
bl owi ng tenperature (FBT).

Deliver materials in sufficient quantity to allow continuity of the work.

.10. 2 St orage and Handl i ng

Store and handle materials in accordance with manufacturer's printed
instructions. Protect from damage, exposure to open flanme or other
ignition sources, wetting, condensation, and noisture absorption. Keep
mat eri al s wrapped and separated from of f-gassing materials (such as drying
pai nts and adhesives). Do not use materials that have visible moisture or
bi ol ogical growth. Store in an enclosed building or trailer that provides
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a dry, adequately ventilated environment. [Store felt rolls on ends. For
the 24 hours imedi ately before application of felts, store felts in an
area nmintained at a tenperature no | ower than 10 degrees C 50 degrees F
above grade and having ventilation on all sides.] Replace damaged materia
with new material .

11 ENVI RONMENTAL CONDI Tl ONS

Do not install roof insulation during inclement weather or when air
tenperature is bel ow 4 degrees C 40 degrees F and interior hunmdity is 45
percent or greater, or when there is visible ice, frost, or npisture on the
roof deck.

.12 PROTECTION

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Where built-up roofing is applied over

i nsul ation, delete paragraphs FLAVE HEATED EQUI PMENT
t hrough DRI PPAGE OF BI TUMEN and specify requirenment
encl osed in brackets in paragraph PROTECTI ON OF
PROPERTY. Del ete paragraphs FLAME HEATED EQUI PMENT
PROTECTI VE COVERI NGS, SPECI AL PROTECTI QN, AND

DRI PPAGE OF BI TUVEN when roofing system or

i nsul ati on does not require hot asphalt or torches
for application.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

Provi de protection as specified in [___ ].

1.12.1 FIl ane Heat ed Equi pnent

.12.1.1 Fire Protection

Locate nelt kettles no closer than 8 nmeters 25 feet from buildings or
conbustible materials. Provide and maintain two approved 4-A:40-B:C fire
extingui shers within 8 neters 25 feet of each operating kettle. Fire
extingui shers, operations and |ocations nust conply with NFPA 1 Section Tar
Kettles. Equip asphalt (tar) kettles with tight fitting lids.

.12.1.2 Oper ati onal Requirenents

Equi p kettles with automatic thernostatic control capabl e of nmintaining
asphalt tenperature. Calibrate and maintain controls in working order for
the duration of the work. Equip kettles with nmeans of agitation and ensure
they are operating as necessary to produce a controlled uniformtenperature
t hroughout kettle contents to prevent spot heating. Do not heat contents
above flash point. Do not place flanme heated equi pment on the roof.

1.12.2 Speci al Protection
Provi de special protection as approved by the insulation manufacturer.
1.12.3 Dri ppage of Bitunen

Seal joints in and at edges of deck as necessary to prevent drippage of
asphalt into the building or onto adjacent surfaces.
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11.12. 4 Conpl et ed Wor k

Cover conpleted work with cover board for the duration of construction
Avoid traffic on conpleted work particularly when ambient tenperature is
above 27 degrees C 80 degrees F. Replace crushed or damaged insul ation
prior to roof surface installation.

PART 2 PRODUCTS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Specify sustainable materials in accordance
with UFC 1-200- 02 H GH PERFORMANCE AND SUSTAI NABLE
BUI LDI NG REQUI REMENTS. Reduce the environnental

i npact of nmaterials by specifying products that have
a lesser or reduced effect on human health and the
envi ronnent such as low enmitting naterials and
materials with high recycled content. Consider
product life cycle and travel distances when
conpared with conpeting products or services serving
t he sane purpose.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

2.1 INSULATION

2.1.1 I nsul ation Types

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Specify all types of insulation |listed as
Contractor options, except where nethod of
construction or special requirenments prohibit use.
Thermal barrier of glass mat gypsum roof board or

sui tabl e roof insulation board nmust be installed
directly on roof deck when pol ystyrene board will be
appl i ed over decks constructed of materials other

t han pour ed- gypsum poured-concrete; nomnal 50 nm 2
i nch thick, tongue-and-groove wood plank or precast
roof deck panels; or planks approved by FM as
nonconbusti bl e roof deck construction

For NAVFAC SE projects, do not specify mneral
fiber, glass fiber or cellular glass boards.

Roof insulation should be specified by thernal
resi stance (R-val ue) necessary to obtain required
overall thermal transmittance (U value) needed to
satisfy design criteria for particular type of
facility. Thickness of insulation will vary with
type of material furnished in order to provide
specified R-value. Wen thickness of insulating
material is governed by space linmitations or
construction features, R-value and correspondi ng
t hi ckness shoul d be coordi nated with space
avai l able. Provide insulation of sufficient

thi ckness to ensure that tenperature of vapor
retarder surface, when used, will be above
dewpoint. R-value for insulation should never be
| ess than R-value used in design of heating,
ventilation and air conditioning systens.

*% *% *% *% *% *% *% *% *% *% *% *%%
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kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhkkkkkkkkkkk

NOTE: Roof construction, air-to-air, may include
fini shed ceilings provided ceilings extend over the
entire roof area; and the space above the ceiling is
nei ther vented to the exterior nor used as a return
air plenum Generally, roof insulation over
nmechani cal roons does not need to be increased in

t hi ckness when the nmechani cal room has no ceiling
and the rest of the building has a ceiling. |If

desi gned roof insulation thickness varies over
mechani cal roons or anywhere else in the building;
confirmall dewpoints and coordi nate | ocations of
vapor barriers accordingly.

Designer will determine the required R-value and

i ndi cate on the drawings. Coordinate R-value with
Ener gy Budget Analysis. The R-val ue of inperneable
faced iso-foanms and perneabl e faced pol yi socyanurate
conponents will be cal cul ated using the aged R-val ue
of 1.0 square neter K/ W("R"' value 5.56) per 25 mm1
i nch of thickness; k = 0.31 Wmk (k = 0.18).

The R-val ue of inperneable faced (ex. alum numfoil)
pol yi socyanurate conponents will be cal cul ated using
the aged R-value of 1.27 square neter k/w ("R' val ue
7.2) per 25 mm 1l inch of thickness; k = 0.24 Wmk
(k = 0.14).

Del ete foil-faced board when roofing is single ply
and fully adhered. Delete polystyrene and

pol ystyrene conposite when insulation will be
applied with hot asphalt.

The recovered naterials content |evels specified
bel ow are based on the wei ght (not the vol une) of
the materials in the insulating core, excluding
skins or facings.

I nsul ation nust be a standard product of the

manuf acturer and factory marked with the
manufacturer's nanme or trade mark, the nmateri al
speci fication nunber, the R-value at 24 degrees C,
75 degrees F, and the thickness. M ninumthickness
as reconmended by the manufacturer. Boards mnust be
marked individually. The thermal resistance of

i nsul ation nust not be |ess than the R-val ue shown
on the drawi ngs. Exclude chl orofl uorocarbons

(CFC s) in the insulation nanufacturing process in
accordance with Section 01 33 29 SUSTAI NABI LI TY
REPORTING.
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Provi de one, or an assenbly of a maxi num of three, of the follow ng roof
insulation nmaterials. Provide roof insulation that is conpatible with
attachnent methods for the specified insulation and roof nenbrane.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk

NOTE: Detailed information concerning U S.
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Envi ronmental Protection Agency (EPA) requirenents

on recycled/recovered naterials is available at the

followi ng URL's:
https://www.epa.gov/ismm/comprehensive-procurement-guidelines-construction-products

and then click on the appropriate itemfromthe
list (building insulation, for exanple):
https://lwww.epa.gov/smm/comprehensive-procurement-guidelines-construction-products#01

https://nepis.epa.gov/Exe/ZyPURL.cgi?Dockey=100012QF.txt

whi ch opens up EPA530-R-98-003 (dated July, 1998,
titled BACKGROUND DOCUMENT FOR PROPOSED CPG |11 AND
DRAFT RVAN I11).

Using data fromlisted locations, fill in blank

space (below and in subsequent paragraphs) for

requi red percentage of recycled or recovered

material. This is in accordance with the

requi renents of 40 CFR 247 and Section 01 33 29

SUSTAI NABI LI TY REPORTI NG, whi ch shoul d be incl uded

in all projects.

a. Expanded Perlite Board: Provide in accordance with ASTM C728. M ni num

19 mm 3/ 4 inch thick when both top and bottom surfaces nust be in
contact with asphalt.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Delete foil-faced board when fully adhered,
col d-applied single ply roofing is specified.

Blistering of roofing nmenbranes has occurred over
sone pol yur et hane and conposite (pol yurethane) board
i nsul ation, possibly due to either rel ease of gases
from pol yuret hane, noisture entrapped in facing or
plying felt, differential nmovement between roofing
nmenbr ane and pol yurethane resulting fromthernma
stresses on the materials, or inadequate broom ng
and noppi ng. Wien hot-applied built-up, nodified

bi tumen sheet, or Polyi sobutyl ene (PIB) sheet
roofing is installed over insulation, it is
recomended that a thin layer of mineral fiber, wood
fi berboard, expanded perlite board insulation, or

gl ass mat gypsum roof board be placed over the top
surface of the pol yurethane board, enbedded in solid
asphalt nopping with joints of mneral fiber, wood
fi berboard, or perlite board, or glass mat gypsum
roof board staggered in both directions with respect
to the pol yurethane board bel ow. The sane
precautionary procedure should be foll owed when

pol yi socyanurate foam boards are specified even

t hough there may not be docunentation of sinilar
problenms with these types.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

b. Polyisocyanurate Board: Provide in accordance with ASTM C1289 REV A
[Type I, foil faced both sides] [or] [Type II, fibrous felt or glass
mat nmenbrane both sides], except m ni num conpressive strength of 140
ki | opascal (kPa) 20 pounds per square inch (psi).

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk

NOTE: Del ete polystyrene conposite board when
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insulation will be applied with hot asphalt.
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c. Conposite Boards: Provide in accordance with ASTM C1289 REV A, [Type
I1l, perlite insulation board faced on one side with fibrous felt or
gl ass fiber nat nmenbrane on opposite side.] [Type V, oriented strand
board or waferboard on one side and fibrous felt or glass fiber mat
nmenbrane or alumi numfoil on opposite side (Polyisocyanurate-perlite).]

d. Cellular G ass Boards: ASTM C552, Type | V.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Del ete non-conposite pol ystyrene board when
insulation will be applied with hot asphalt or used
under hot asphalt-applied roofing. This type of
insulation is sensitive to hot asphalt, various
solvents, and certain single ply roofing nenbranes.

*% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: Expanded or extruded pol ystyrene insul ation
board is flexible enough for use on arched roofs.

For this application, each |ayer nmust be thin enough
to permit the required bending and each | ayer nust
be nmechanically fastened. Check individua

manuf acturer requirenment prior to application
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[ e. Polystyrene Board: |In accordance with ASTM C578 REV A, Type Il, 1V, or

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Specify high density type wood fiberboard
where the board is used as an overlaynent and fully
adhered single ply roofing is specified.

*% *% *% *% *% *% *%%

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Grade 1 insulating board is primarily for use
under built-up roof systems. Gade 2 board is
primarily for use under single ply roof systens.

*% *% *% *% *% *% *% *% *% *%%

[ f. Wood Fiberboard: 1In accordance with ASTM C208[, high density], except
1220 by 1220 mm 4 by 4 feet naxi num board si ze.

ASTM C208 Type |II, Grade 1 or 2, roof insulating board, treated with
sizing, wax or bitum nous inpregnation. Limt bitum nous inpregnation to 4
percent by wei ght when used over steel decks. Maxinmum board size: 1220 by
1220 nm 4 feet by 4 feet.

]2.1.2 M neral Fiber Insulation Board
Provide in accordance with ASTM C726

2.1.3 Recycl ed Materials
Provide thermal insulation materials containing recycled content. Unless

specified otherwise, the mnimumrequired recycled content for listed
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materi al s are:

Perlite Conposition Board: 75 percent postconsuner paper
Polyisocyanurate/polyurethane: 9 percent recovered material

Wbod Fi ber board: 100 percent recovered materia

Cel lular dass Insulation: 75 percent recovered content
Structural Fiberboard: 100 percent recovered content

Fi bergl ass | nsul ation: 25 percent recovered content

Fi ber (felt) or Fiber conposite: 75 percent recovered content
Rubber: 90 percent recovered content

Pl astic or Plastic/Rubber conposite: 90 percent recovered content
Wbod/ Pl astic Conposite: 90 percent total recovered content

Provi de data identifying percentage of recycled content for insulation.
2.1. 4 I ndoor Air Quality
Provide certification of indoor air quality for insulation
2.1.5 I nsul ati on Thi ckness
As necessary to provide the thermal resistance (R value) indicated] for
average thickness of tapered systeni. Base calculation on the R-value for
aged insulation.[ For insulation over steel decks, satisfy both specified
R-val ue and mni mumthickness for width of rib opening recommended in
i nsul ation manufacturer's published literature].

[2.1.6 Tapered Roof Insulation

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkhkhkhhkkkkkkkkkkkkhhhkkkkkkkkkkkkkkk

NOTE: \Where tapered roof insulation is used on a
substrate sloped 1 in 48 (20 mmper 1 M (1/4 inch
per foot) and greater, insulation having a slope of
1in 48 (20 mmper 1 M (1/4 inch per foot) nmay be
specified. Oherw se, specify tapered insulation
having a slope of 1 in 24 (40 mmper 1 M (1/2 inch
per foot).

*% *% *% *% *% *% *% *% *% *% *% *% *%

One | ayer of the tapered roof insulation assenbly nust be factory tapered
to a slope of not less than one in [24] [48] [20 nm] [40 nm] per 1 M[1/4]
[1/2] inch per foot. Factory fabricate mitered joints fromtwo diagonally
cut boards or one board shaped to provide required sl opes.

I 217 Cants and Tapered Edge Strips

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhkkkkkkkkkkkkkhhkhhkkkkkkkkkkkkkhhhkkkkkkkkkkkkkkk

NOTE: Generally cant strips are not required for
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single ply roofing systems. However, if cant strips
are necessary, coordinate their location wth
nmechani cal draw ngs to ensure that no projections,
such as vent pipes and braces, will be constructed

t hrough cant strips or within 250 mm 10 i nches from
them Specify wood cants, edge strips, and pressure
preservative treatnent in Section 06 10 00 ROUGH
CARPENTRY.
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Provi de preforned cants and tapered edge strips of the sane naterial as the
roof insulation. Wen unavail able, provide pressure-preservative treated
wood, wood fiberboard, or rigid perlite board cants and edge strips as
recommended by the roofing nmanufacturer for the specific application,

unl ess otherwi se indicated. Face of cant strips to incline at 45 degrees
with a mininumvertical height of 100 mm 4 inches. Taper edge strips at a
rate of 85 to 125 mmper neter one to 1 1/2 inch per foot down to
approximately 3 mm 1/8 inch thick

1[2.2 COVER BOARD

For use as a thermal barrier (underlaynent), fire barrier (overlaynment), or
cover board for hot-nopped, torched-down, or adhesive-applied roofing
menbrane over roof insulation.

[2.2.1 d ass Mat Gypsum Roof Board

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Specify glass nat gypsumroof board as a
Contractor's option to wood fiberboard, expanded
perlite, or other suitable nmaterial, when an

underl aynment or overlaynent is required for the roof
i nsul ati on board.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

ASTM C1177/ C1177N, O Fl ane Spread and 0 Snoke Devel oped when tested in
accordance with ASTM E84, 3450 kPa 500 psi, O ass A, non-conbusti bl e,
[6][13][16] mm[1/4][1/2][5/8] inch thick, 1220 by 2440 nm 4 by 8 feet
board size

I 222 H gh Density Wod Fi ber

Provi de high density fiber board, Grade 2 in accordance with ASTM C208 with
a transverse load of 53.4 N 12 | bf.

11 2.3  BITUMENS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Where insulation is installed under roofing
that does not require hot asphalt and vapor retarder
is not required, delete asphalt, asphalt roof
cenent, asphalt-saturated felt, asphalt-coated gl ass
felt, and asphalt priners. Al ways nechanically
secure first layer of insulation to steel decks.

For installation over steel and ot her decks not

requi ring vapor retarders or where asphalt is not
used in installing insulation, specify only
nmechani cal fastening of insulation. Coordinate
requirenents of this section with section specifying
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t he roofing.
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[2.3.1 Asphalt Primer
Provide in accordance with ASTM D41/ D41N

I 2.3.2  Asphalt
Provi de in accordance with ASTM D312, Type Ill or IV. Asphalt flash point,
finished blow ng tenperature, and equiviscous tenperature (EVT) for nop and
mechani cal spreader application nust be indicated on each contai ner

I 2.3.3 Asphalt Roof Cenent
Provi de in accordance with ASTM D4586/ D4586N, Type |, for horizonta
surfaces and surfaces sloped fromO by 76 mmper 1 MO to 3 inches per
foot. Type Il for vertical and surfaces sloped nore than 76 mmper 1 M3
i nches per foot.

11 2.4  SHEATH NG PAPER FOR WOOD DECKS

Rosi n-si zed buil ding paper or unsaturated felt weighing not less than 2.5
kil ograns per 10 square neters 5 pounds per 100 square feet.

12.5 MO STURE CONTROL

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Vapor retarder should be specified only where:

1. CQutside, average January tenperature is bel ow 4
degrees C 40 degrees F, and expected winter interior
relative humdity is 45 percent or greater;

2. Roofing systemwi |l be subject to continuing
excessively high interior hunidity; and

3. Results of detailed analysis indicate potenti al
roofing problemresulting from water-vapor
infiltration.

Del ete Contractor's option for single-layer vapor
retarder for roofs over areas having excessively
high interior hunmidity such as sw ming pools and

| aundries. Cenerally, vapor retarder should be in
direct contact with deck. However, conpute dewpoi nt
tenperature and | ocation and | ocate vapor retarder
bel ow dewpoi nt | ocation. Avoid use of vapor
retarder over steel decks unless vapor retarder is
determined to be absolutely necessary. Do not

speci fy wood fiberboard or any type of insulation
that is highly sensitive to nmoisture for |ayer
directly on steel deck. Specify installation of

i nsul ati on over vapor retarder using hot asphalt to
avoi d puncturing vapor retarder. Conbination of two
or nore |layers of insulation should be of such

t hi ckness that dewpoint tenperature will occur above
vapor retarder located directly over first |ayer of

i nsul ation. Topside venting should al ways be

SECTION 07 22 00 Page 18



provi ded by insulation vents and perineter edge
vents when vapor retarder is used. Specify venting
requi renents in roofing menbrane specification
section.

Unl ess otherwi se directed, do not specify vapor
retarder for projects in the NAVFAC SE area
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[2.5.1 Vapor Retarder
[2.5.1.1 Asphalt Saturated Felt Base Sheet for Single Layer Application

Provi de in accordance with ASTM D4601/ D4601N, wei ghing not |ess than 17.5
kil ograns per 10 square meters 35 pounds per 100 square feet.

I 2.5.1.2 Asphal t - Coated d ass Felt
Provide in accordance with ASTM D2178/ D2178N, Type [IV] [VI].

11 2.5.2 Ventilating Felt for [Poured] [Precast] Concrete Decks

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify ventilating felt for new and existing
concrete decks suspected of having retai ned noisture
to aid in dissipation of any noisture retained in
concrete. Do not consider this a vapor retarder
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Provide in accordance with ASTM D4897/ D4897l, Type |I, non-perforated, wth
spot noppi ng hol es where specifi ed.

1]2.5.3 Organi ¢ Roofi ng
Provide in accordance with ASTM D226/ D226, Type |
. 6 FASTENERS

Provi de flush-driven fasteners through flat round or hexagonal steel or

pl astic plates. Provide zinc-coated steel plates, flat round not |ess than
35 mm 1 3/8 inch diameter, hexagonal not less than 0.4 nm 28 gage. Provide
hi gh-density plastic plates, nolded thernoplastic with snooth top surface,
reinforcing ribs and not less than 75 nm 3 inches in dianeter. Fully
recess fastener head into plastic plate after it is driven. Formplates to
prevent dishing. Do not use bell or cup shaped plates. Provide fasteners
in accordance with insulation manufacturer's reconmmendations for hol di ng
power when driven, or a mininumof [178 N4O pounds] [534 N120 pounds] each
in steel deck, whichever is the higher mninum Provide fasteners for

steel or concrete decks in accordance with FM APP GU DE (
http://www.approvalguide.com/ ) for Cass | roof deck construction, and
spaced to withstand uplift pressure of [2.87] [4.3] | ] kPa [60] [90]
[ ] pounds per square foot.

.6.1 Roofing Nails for Wod Decks

Barbed 3 mm 11 gage, zinc-coated nails with 11 to 16 mm 7/16 to 5/8 inch

di amet er heads or annul ar ring shank, square head, one piece conposite
nails. Provide nails long enough to penetrate wood deck at |east 16 nm5/8
inch without protruding through underside of decking.
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2.6.2 Fast eners for Pl ywood Decks

Annul ar ring shank, square head, one piece conposite nails |ong enough to
penetrate into plywood decks approximately 13 nm 1/2 inch without
protrudi ng through undersi de of decking.

2.6.3 Fasteners for Steel Decks

Approved hardened penetrating fasteners or screws in accordance with FM 4450
and listed in FM APP QU DE for Class | roof deck construction. Quantity
and placenent to withstand a mnimumuplift pressure of [2.87] [4.31]

[ ] kPa [60] [90] [__ ] psf in accordance with FM APP GUI DE

2.6.4 Fast eners for Poured Concrete Decks

Approved hardened fasteners or screws to penetrate deck at least 25 nm1
inch but not nore than 38 mm 1 1/2 inches, in accordance with FM 4470, and
listed in FM APP GU DE for Cass | roof deck construction. Quantity and

pl acement to withstand an uplift pressure of [2.87] [4.31] | ] kPa [60]
[90] [___ ] psf in accordance with FM APP GUI DE

2.7 WOOD NAI LERS

NOTE: Wien roof slope exceeds 1 in 24 (40 mfmin 1 M
(1/2 inch per foot), insulating materials beneath
built-up roofing should be both nopped and held in

pl ace by treated wood nailers. Non-nail abl e decks
shoul d be provided with surface-applied nailing
strips of sane thickness as insulation. See
built-up bitum nous roofing specifications for

requi renents on nailing of roofing felts. For al

i nsul ated roof decks, treated wood nailers should be
appl i ed at eave edgi ngs and sides of roofs and
around curbs and el sewhere as necessary to provide
nailing for gravel stops and flashings. Refer to FM
Dat a Sheets for nethod of attachnent of nailers. A
wat er - borne preservative treatnment should be
specified in Section 06 10 00 ROUGH CARPENTRY f or
wood which will be in contact with bitum nous
materials.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Pressure-preservative treated as specified in Section 06 10 00 ROUGH
CARPENTRY.

PART 3 EXECUTI ON
3.1 EXAM NATI ON AND PREPARATI ON

3.1.1 Surface | nspection

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Unl ess otherw se directed, do not refer to
vapor retarders for projects in the NAVFAC SE area.
Vapor retarder may be specified for heated buil dings
where the average January tenperature is below 5
degrees C 40 degrees F and the expected interior
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wi nter hum dity exceeds 45 percent. Vapor retarder
will be specified for heated buil di ngs where a high
humi dity condition is expected, such as indoor

swi mmi ng pool or laundry.

Where a vapor retarder is to be installed, the
designer will make sure that the conputations show
that the dew point is on the cold side of the vapor
retarder. Conputations should use recogni zed

nmet hods i n agreement wth ASHRAE Handbook
Fundamentals.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Ensure surfaces are clean, snooth, and dry prior to application. [Ensure
surfaces receiving vapor retarder are free of projections that m ght
puncture the vapor retarder.] Check roof deck surfaces, including surfaces
sl oped to roof drains and outlets, for defects before starting work.

The [Contractor nmust] [Contracting Oficer will] inspect and approve the
surfaces imedi ately before starting installation. Prior to installing
[vapor retarder] [ventilating felt] [insulation], performthe follow ng:

[ a. Examine wood decks to ascertain that deck boards have been properly
nail ed and that exposed nail heads have been set.

I b. Examine steel decks to ensure that panels are properly secured to
structural nembers and to each other and that surfaces of top flanges
are flat or slightly convex.

Il c. Examine precast concrete decks to ensure that joints between precast
units are properly grouted and | eveled to provide suitable surfaces for
installation of [ventilating felt] [vapor retarder] [and] insulation

Il d. In the presence of the Contracting O ficer performthe follow ng
surface dryness test on concrete substrates:

(1) Foami ng: Wien poured on the deck, one pint of asphalt when heated
in the range of 176 to 204 degrees C 350 to 400 degrees F, does
not foam upon contact.

(2) Strippability: After asphalt used in the foam ng test application
has cool ed to anbient tenperatures, test coating for adherence.
Shoul d a portion of the sanple be readily stripped clean from
surface, do not consider surface to be dry and do not start
application. Should rain occur during application, stop work and
do not resume until surface has been re-tested by method above and
found dry.

Il e. Prior to installing any roof systemon a concrete deck, noisture test
the deck in accordance with ASTM D4263. The deck is acceptable for
roof system application when there is no visible nmoisture on underside
of plastic sheet after 24 hours.

13.1.2 Surface Preparation

Correct defects and inaccuracies in roof deck surface to elimnnate poor
drai nage from hollow or | ow spots, performthe follow ng:

a. Provide wood nailers of the sane thickness as the insulation at eaves,
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edges, curbs, walls, and roof openings for securing of cant strips,
gravel stops, [gutters,] and flashing flanges. [On decks with sl opes
of one in 12 (80 mmper 1 M (1 inch per foot) or nore, install wood
nail ers perpendicular to slope for securing insulation [and for
backnailing of roofing felts]. Space nailers in accordance wth
approved shop draw ngs. ]

[ b. Fill or cover cracks or knot holes larger than 13 nm1/2 inch in
di aneter in wood decks as necessary to form an unyiel ding surface.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include the follow ng requirenents when a
vapor retarder is required over wood deck or when
insulation is applied directly to the wood deck with
hot asphalt.
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[ c. Cover wood decks with a |layer of rosin-sized building paper or
unsaturated felt. Lap sides and ends not |ess than 75 nmm 3 inches.
Nai | sufficiently to prevent tearing or buckling during installation

I d. Cover steel decks with a layer of insulation board of sufficient wdth
to span the width of a deck rib opening, and in accordance with fire
safety requirenents. Secure with piercing or self-drilling,
sel f-tapping fasteners of quantity and placenent in accordance with
FM APP GUIDE. Locate insulation joints parallel to ribs of deck on
solid bearing surfaces only, not over open ribs.

I e. Solidly apply asphalt primer to [poured] [precast] concrete decks at
the rate of 4 liters per 10 square neters 1 gallon per 100 square feet
of roof surface [, stopping approximtely 100 nm 4 inches fromjoints
bet ween precast concrete units]. Allow priner to dry thoroughly.
[Place felt strips, 100 nm 4 inches or nore in width, over joints, 50 mm
2 inches on each side, between precast concrete units in a heavy
coating of cold-applied asphalt roof cenent.]

13.2 | NSTALLATI ON OF VAPOR RETARDER
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NOTE: Unless directed ot herw se, do not specify a
vapor retarder for projects in the NAVFAC SE ar ea.

Vapor retarder nmay be specified for heated buil dings
where the average January tenperature is below 5
degrees C (40 degrees F) and the expected interior
wi nter humidity exceeds 45 percent. Vapor retarder
will be specified for heated buil dings where a high
hum dity condition is expected, such as indoor
swi mm ng pool or |aundry.

Wiere a vapor retarder is to be installed, the
designer will make sure that the conputations show
that the dew point is on the cold side of the vapor
retarder. Conputations should use recognized

nmet hods in agreenment w th ASHRAE Handbook
Fundamentals.
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Install vapor retarder in direct contact with [roof deck surface]
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[ventilating felt] [insulation]. Unless otherw se specified, vapor
retarder to consist of [either] two plies of No. 15 asphalt-saturated felt,
two plies of asphalt-coated glass felt [, or one |layer of asphalt-saturated
felt base sheet]. Lay vapor retarder at right angles to direction of

slope. Install first ply of felt [or base sheet] as specified herein for
the specific deck. Apply second ply of 2-ply vapor retarder system using
asphalt at rate of 10 to 18 kgs per 10 square neters 20 to 35 | bs per 100
square feet, applied within plus or mnus 15 degrees C 25 degrees F of

EVT. Do not heat asphalt above asphalt's FBT or 275 degrees C 525 degrees F,
whi chever is less. Use thernonmeters to check tenperatures during heating
and application. Conpletely seal side and end | aps. Asphalt nust be

vi si bl e beyond all edges of each ply as it is being installed. Lay plies
free of winkles, buckles, creases or fishnouths. Do not wal k on nopped
surfaces while asphalt is sticky. Press out air bubbles to obtain conplete
adhesi on between surfaces. At walls, eaves, rakes, and other vertica
surfaces, extend vapor retarder organic felts or separate plies 225 mm9
inches, with not less than 225 nm 9 inches on the substrate, and the
extended portion turned back and nopped in over the top of the insulation
At roof penetrations other than walls, eaves and rakes, and vertica
surfaces, extend vapor retarder or separate plies 225 mm 9 inches to forma
| ap fol ded back over the edge of the insulation. Provide asphalt roof
cement under the vapor retarder for at least 225 mm 9 inches fromwalls,
eaves, rakes and other penetrations.

[3.2.1 Vapor Retarder on Poured Concrete Decks

Il

Il

Evenly nmop prinmed substrate with asphalt at a rate of 10 to 18 kgs per 10
square nmeters 20 to 35 I bs per 100 square feet before installing vapor
retarder. Lay first ply of two-ply systemw th each sheet |apping 480 mm
19 inches over the preceding sheet. Lap ends not less than 100 nm 4 inches.
St agger laps a mninmumof 300 nm 12 inches. [For a vapor retarder

consi sting of one |layer of asphalt base sheet, provide side and end | aps

not |less than 100 mm 4 inches. Stagger laps a mninumof 300 nm 12 inches.
Cenment base sheets together with a solid nopping of asphalt.]

3.2.2 Vapor Retarder on Precast Concrete Decks

Evenly nmop prinmed substrate with asphalt at a rate of 10 to 18 kgs per
square nmeters 20 to 35 I bs per 100 square feet before installing vapor
retarder. Lay first ply of two-ply systemwi th each sheet | apping 480 mMm
19 inches over preceding sheet. Lap ends not |less than 100 nm 4 inches.

St agger laps a mnimumof 300 nm 12 inches. [For vapor retarder consisting
of one | ayer of asphalt base sheet, provide side and end |l aps not |ess than
100 nm 4 inches and stagger laps a mininumof 300 nm 12 inches. Cenent
base sheets together with a solid nmopping of asphalt.]

3.2.3 Vapor Retarder on Wod Decks

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: A vapor retarder should be specified only
where:

1. The outside, average January tenperature is bel ow
4 degrees C 40 degrees F, and the expected wi nter
interior relative humidity is 45 percent or greater

2. The roofing systemw |l be subject to continuing
excessively high interior hunidity; and
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3. The results of a detailed analysis indicate a
potential roofing problemresulting fromwater-vapor
infiltration.

Del ete Contractor's option for a single-layer vapor
retarder for roofs over areas having excessively
high interior humdity such as sw nming pools and

| aundries. GCenerally, the vapor retarder should be
in direct contact with deck. However, conpute
dewpoi nt tenperature and | ocation and | ocate vapor
retarder bel ow dewpoint |ocation. Avoid use of
vapor retarder over steel decks unless vapor
retarder is determned to be absol utely necessary.
Do not specify wood fiberboard or any other type of

i nsul ation sensitive to moisture for the |ayer
directly on steel deck. dass mat gypsum roof board
is not sensitive to noisture and nmay be used in such
situations. Specify installation of insulation over
vapor retarder using hot asphalt to avoid puncturing
the vapor retarder. The conbination of two or nore
| ayers of insulation nmust be of such thickness that
t he dewpoint tenperature will occur above vapor
retarder located directly over first |ayer of

i nsul ation. Topside venting should al ways be

provi ded by insulation vents and perineter edge
vents when a vapor retarder is used. Specify
venting requirenments in roofing nenbrane

speci fication section

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Lay first ply of two-ply systemdry with each sheet | apping 50 nm 2 inches
over the preceding sheet. Lap ends not |ess than 100 nm 4 inches. Stagger
I aps a m nimum of 300 mm 12 inches. Nail felt at 150 nm 6 inch intervals
along side laps and install two rows of nails approximately 275 nm 11 inches
apart down | ongitudinal center of each sheet, with nails staggered at 450 mm
18 inches on center. [For vapor retarder consisting of one |ayer of
asphalt base sheet, |ap each sheet 100 nm 4 i nches over the preceding
sheet. Provide end | aps not less than 100 nm 4 inches and stagger |aps a
m ni mum of 300 nm 12 inches.] Cenent side and end | aps together with solid
moppi ng of asphalt or heavy coat of asphalt roof cenent. Nail side |aps at
150 mMm 6 inch intervals. Apply asphalt nopping at a rate of 10 to 18 kgs
per 10 square neters 20 to 35 | bs per 100 square feet. Install two rows of
nails approximately 275 nm 11 i nches apart down | ongitudi nal center of each
sheet, with nails staggered at 450 nm 18 i nches on center

3.2.4 Vapor Retarder on Steel Decks

Even nop the nechanically secured insulation surface with asphalt before
installing vapor retarder. For a two-ply vapor retarder, install each
sheet |apping 480 nm 19 inches over the preceding sheet. Lap ends not |ess
than 100 mm 4 inches. Stagger the Iaps a m ni mum of 300 mm 12 inches.
Cenment felts together with solid nopping of asphalt. Apply asphalt
nmoppings at rate of 10 to 18 kgs per 10 square neters 20 to 35 | bs per 100
square feet. [For a vapor retarder consisting of one |ayer of asphalt base
sheet, | ap each sheet 100 mm 4 inches over preceding sheet. Lap ends not

| ess than 100 mm 4 inches, and stagger |aps a m ni mum of 300 mm 12 inches.
Cenment base sheets together with solid nopping of asphalt.]
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13.2.5 Over Gypsum I nsul ating Concrete or Lightweight Insulating Concrete

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Sone types of |ightweight insulating concrete
may require bottom side deck venting; edit this
par agraph accordingly if bottom side venting is used.

*% *% *% *% *% *% *% *% *% *% *%%

Lay one ply of venting inorganic base sheet, w thout nopping, at a right
angle to the slope with 100 mm 4 inch side laps and 150 nm 6 i nch end

| aps. Bond laps with hot asphalt. Stagger end laps. [Nail base sheet 220
mm 9 inches on center at side laps and in 2 rows 270 nm 11 i nches apart
down the center of the sheet with nails 450 nm 18 inches on centers and
staggered] [attach to the concrete deck in accordance with uplift
requirenents]. Apply 2-ply vapor retarder over the base sheet as specified
above.

3.2.6 Over Concrete Decks and First Layer of Insulation on Steel Decks

Apply 2-ply vapor retarder as specified above except delete the venting
i norgani ¢ base sheet.

3.2.7 Over Structural Concrete on Non-Venting Support
Lay one ply of venting inorganic base sheet with nopping holes at a right
angle to the slope with 100 mm 4 inch side Iaps and 150 mm 6 i nch end | aps
then apply the vapor retarder as specified.

[3.3 | NSTALLATI ON OF VENTI LATI NG FELT

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify ventilating felt for new and existing
concrete decks suspected of having retai ned noisture
to aid in dissipation of any noisture retained in
concrete. Do not consider this felt a vapor

retarder.

I ncl ude bracketed phrase only when insulation is to
be applied with hot asphalt.

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Apply ventilating felt in accordance with manufacturer's printed
instructions[, spot nopped with asphalt to concrete deck]. Extend over
roof cants, up vertical surfaces and terninate under cap flashing. At roof
edges term nate under outside edge of perineter edge nailers or under
gravel stop fascia.

13.4 I NSULATI ON | NSTALLATI ON

Apply insulation in tw layers with staggered joints when total required
thi ckness of insulation exceeds 13 mm 1/2 inch. Lay insulation so that
continuous longitudinal joints are perpendicular to direction of [felts for
the built-up] roofing, as specified in Section[__ ], and end joints of
each course are staggered with those of adjoining courses. Wen using
multiple layers of insulation, provide joints of each succeeding |ayer that
are parallel and offset in both directions with respect to the |ayer

bel ow. Keep insulation 13 nm1/2 inch clear of vertical surfaces
penetrating and projecting fromroof surface. Verify required slopes to
each roof drain.
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[3.4.1 Installati on Usi ng Asphalt

Firmy enbed each | ayer in solid asphalt nmopping; nop only sufficient area
to provide conpl ete enbednent of one board at a tine. Provide 10 to 18 kgs
20 to 35 | bs of asphalt per 10 square neters 100 square feet of roof deck
for each layer of insulation. Apply asphalt when tenperature is within
plus or minus 15 degrees C 25 degrees F of EVI. Do not heat asphalt above
asphalt's FBT or 275 degrees C 525 degrees F, whichever is less, for |onger
than 4 consecutive hours. Use thernoneters to check tenperatures during
heating and application.

I 3.4.2 Installation Using Asphalt on Steel Decks
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NOTE: Delete these requirenments and include
par agr aph | NSTALLATI ON USI NG ASPHALT when a vapor
retarder is required over steel decks.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Secure first layer of insulation [and thermal barrier] to deck with
piercing or self-drilling, self-tapping fasteners. Engage fasteners by
driving themthrough insulation into top flange of steel deck. Use driving
met hod prescribed by fastener manufacturer. Locate insulation joints
parallel to ribs of deck on solid bearing surfaces only, not over open
ribs. Secure succeeding |layers with solid asphalt noppings. Were
insulation is applied over steel deck, locate |ong edge joints so that they
bear continuously on the steel deck. Insulation that can be readily lifted
after installation is not considered adequately secured. Apply insulation
only in quantities that can be entirely waterproofed the sanme day. Phased
construction is not permtted. Apply inperneable faced insulation wthout
damage to the facing

I 3.4.3 Installation of Protection for Asphalt Wbrk

Before starting asphalt work, protect surrounding areas and surfaces from
spillage and migration of asphalt onto other work. Provide non-conbustible
protective coverings at surfaces adjacent to hoists and kettles. Lap
protective coverings at |least 150 mm 6 inches, secure against w nd, and
vent to prevent collection of moisture on covered surfaces. Keep
protective coverings in place for the duration of asphalt work

I 3.4.4 Installation Using Only Mechani cal Fasteners
Secure total thickness of insulation with penetrating type fasteners.
13.4.5 Speci al Precautions for Installation of Foam Insul ation
[3.4.5.1 Pol yi socyanurate | nsul ation
Wher e pol yi socyanurate foam board insulation is provided, install 13 nmm1/2
inch thick wood fiberboard, glass mat gypsum roof board, or 19 mm 3/4 inch
thi ck expanded perlite board insulation over top surface of foam board
insulation. Stagger joints of insulation with respect to foam board

i nsul ati on bel ow.

I 3.4.5.2 Pol ystyrene | nsul ation

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: |Include these requirenents when pol ystyrene
i nsulation is used under fully adhered EPDM CPE
PI B, or PVC roofing.

*kkkkkkkkkkkkkk kkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkkkkkkkkkkkkk

a. Over the top surface of non-conposite polystyrene board, install 13 nm
1/2 inch thick high density wood fiberboard, 19 mm 3/4 inch thick
expanded perlite board, glass mat gypsum roof board, or other
over |l aynent approved by roofing sheet manufacturer. Tightly butt and
stagger joints of field applied overlaynment board at |east 150 mm 6
inches with respect to the polystyrene board below. Apply 150 nm 6 inch

wi de gl ass fiber roofing tape centered over joints and edges of
over | aynent board.

b. \Where conposite boards consisting of polystyrene insulation are
provi ded, apply 150 nm 6 inch wi de glass fiber roofing tape centered
over joints and edges of conposite board. Apply joint strips as
recomended by roofing sheet manufacturer

13.4.6 Cant Strips
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NOTE: Cenerally cant strips are not required for
single ply roofing systems, however, if cant strips
are necessary, coordinate |ocation with mechanica
drawi ngs to ensure that no projections, such as vent
pi pes and braces, will be constructed through or
within 250 mm 10 i nches of cant strips. Specify
wood cants, edge strips, and pressure preservative
treatnment in Section 06 10 00. Delete reference to
asphalt application unless asphalt is used in
appl yi ng the insul ation.
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Where indicated, provide cant strips at intersections of roof with walls,
par apets, and curbs extendi ng above roof. Wod cant strips nust bear on
and be anchored to wood blocking. Fit cant strips flush to vertica
surfaces. Where possible, nail cant strips to adjoining surfaces. Were
cant strips are installed against non-nailable materials, install in [heavy
moppi ng of asphalt or set in a heavy coating of asphalt roof cement] [an
approved adhesive].

3.4.7 Tapered Edge Strips

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: Delete reference to asphalt application
unl ess asphalt is used in installing the insulation

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Where indicated, provide edge strips in the right angle formed by the
juncture of roof and wood nailing strips that extend above the | evel of the

roof. Install edge strips flush to vertical surfaces of wood nailing
strips. Were possible, nail edge strips to adjoining surfaces. Were
installed agai nst non-nailable materials, install in [a heavy nopping of

asphalt or set in a heavy coating of asphalt roof cenent] [an approved
adhesive].
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3.

3.

5 PROTECTION

5.1 Protection of Applied Insulation

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: |Insert appropriate Section nunmber and title
in the blank bel ow using format in accordance with
UFC 1- 300- 02.
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Conpl etely cover each day's installation of insulation with finished
roofing specified in[__ ] on sane day. Phased construction is not
permtted. Protect open spaces between insulation and parapets or other
wal | s and spaces at curbs, scuttles, and expansion joints, until permanent
roofing and flashing are applied. Storing, walking, wheeling, or trucking
directly on insulation or on roofed surfaces is not permtted. Provide
snoot h, clean board or plank wal kways, runways, and pl atforns near
supports, as necessary, to distribute weight in accordance with [indicated
live load Iimts of roof construction] [a [__ ] kg/sq. mpsf live |oad
limt]. Protect exposed edges of insulation with cutoffs at the end of
each work day or whenever precipitation is immnent. Cutoffs nust be two
| ayers of bitum nous-saturated felt set in plastic bitum nous cenent [or
single ply] [or EPDM nenbrane] set in roof cenent. Fill all profile voids
in cutoffs to prevent trapping noisture bel ow the nenbrane. Renpbve cutoffs
when work resunes.

.5.2 Damaged Work and Material s

Restore work and materials that becone damaged during construction to
original condition or replace with new naterial s.

.6 INSPECTION

Establ i sh and mai ntain inspection procedures to assure conpliance of the
installed roof insulation with contract requirenents. Renobve, replace,
correct in an approved manner, any work found not in conpliance. Quality
control rust include, but is not limted to, the foll ow ng:

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: When justified by the anpbunt or criticality of
the insulation and roofing involved, and when
requirenents for a roof insulation technician are
not established for the Contractor Quality Control
organi zation, the follow ng requirement will be
added at the end of this paragraph: "A roof

i nsul ation technician, responsible directly to the
Contractor and experienced in the installation of
roof insulation and related work, nust performthe
i nspection functions and be on the site whenever
roof insulation operations are in progress.”
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a. Qoservation of environnmental conditions; nunber and skill |evel of
i nsul ati on workers; start and end ti ne of work.

b. Verification of certification, listing or |abel conpliance with FM Data
Sheets. ( https://www.fmglobal.com/fmglobalregistration/Downloads.aspx )

c. Verification of proper storage and handling of insulation and vapor
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retarder materials before, during, and after installation

I nspection of vapor retarder application, including edge envel opes and
nmechani cal fastening.

I nspection of mechanical fasteners; type, number, |ength, and spacing.
Coordi nation with other materials, cants, sleepers, and nailing strips.

I nspection of insulation joint orientation and | aps between | ayers,
joint width and bearing of edges of insulation on deck

Installation of cutoffs and proper joining of work on subsequent days.

Conti nuation of conplete roofing systeminstallation to cover
i nsul ation installed sane day.

Verification of required slope to each roof drain.
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NOTE: When justified by the anpbunt or criticality of
the insulation and roofing involved, and when
requirenents for a roof insulation technician are
not established for the Contractor Quality Control
organi zation, the follow ng requirenent will be
added at the end of this paragraph: "A roof

i nsul ation technician, responsible directly to the
Contractor and experienced in the installation of
roof insulation and related work, nust performthe
i nspection functions and be on the site whenever
roof insulation operations are in progress."
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-- End of Section --
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