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SECTI ON 31 41 16

METAL SHEET PI LI NG
08/09
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NOTE: This gui de specification covers the

requi renents for metal sheet piling. This section
was originally devel oped for USACE Civil Works
projects.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel conme and shoul d be
submitted as a Criteria Change Request (CCR.

*% *%

PART 1

*% *% *% *% *% *% *% *% *% *% *%%

GENERAL

*kkk
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NOTE: Permanent earth retaining structures made
with steel sheet piling such as caissons, quaywalls,
and retaining walls are covered by this section.
Tenporary structures such as shoring and sheeting
are the responsibility of the Contractor and unless
requi red by conditions of the project, are not to be
covered by this section. The extent and | ocation of
the work to be acconplished should be indicated on

t he project draw ngs.

The followi ng information nust al so be shown on the
proj ect draw ngs:
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Location of piles.

Soi | data, where required.

Pi | e shape.

Pile size and weight.

Length or tip and cut-off el evations.

hRwNE

*% *% *% *% *% *% *% *% *% *% *% *%%

1 UNIT PRI CES

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: |If Section 01 22 00.00 10 PRI CE AND PAYMENT
PROCEDURES is included in the project
specifications, this paragraph title (UNIT PRI CES)
shoul d be deleted fromthis section and the
remai ni ng appropriately edited subparagraphs bel ow
shoul d be inserted into Section 01 22 00.00 10.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

1.1 Steel Sheet Piling, Type [ ], Grade | ]
1.1.1 Payment

Payment for sheet piling quantities will be nmade at the applicable contract
price per linear neter foot for furnished and installed sheet piling.
Payment will cover all cost of furnishing, handling, storing and installing
piling including placing, driving, cutting holes and other materials and
work incident thereto [except the cost of furnishing piling will not be
included in the contract price for Government furnished piling].

.1.1.2 Measurement

The length of sheet piling installed [and renoved] will be measured to the
nearest tenth of a linear meter foot. For installed pilings directed to be
cut off before reaching the penetration depth shown, the portion cut off
will be neasured for paynent as the difference between the total |ength of
piling shown on the plans for that location and the I ength of piling
installed below the point of cut-off.

.1.1.3 Unit of Measure

Unit of nmeasure: linear neter foot.

1.2 Steel Fabricated Sections, Type[s] | ], Grade | ]

.1.2.1 Payment

Payment for sheet piling quantities will be nmade at the applicable contract
price per linear neter foot for furnished and installed sheet piling.
Payment will cover all cost of furnishing, handling, storing and installing
piling including placing, driving, cutting holes and other materials and
work incident thereto [except the cost of furnishing piling will not be
included in the contract price for Government furnished piling].

.1.2.2 Measurement

The length of sheet piling installed [and renoved] will be measured to the
nearest tenth of a linear meter foot. For installed pilings directed to be
cut off before reaching the penetration depth shown, the portion cut off
will be neasured for paynent as the difference between the total |ength of
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piling shown on the plans for that location and the I ength of piling
installed bel ow the point of cut-off.

.1.2.3 Unit of Measure

Unit of neasure: linear neter foot.

.1.3 Steel Sheet Piling - CGovernnent Furnished
.1.3.1 Payment

Payment for sheet piling quantities will be nmade at the applicable contract
price per linear neter foot for furnished and installed sheet piling.
Payment will cover all cost of furnishing, handling, storing and installing
piling including placing, driving, cutting holes and other nmaterials and
work incident thereto [except the cost of furnishing piling will not be
included in the contract price for Governnent furnished piling].

.1.3.2 Measurement

The length of sheet piling installed [and renoved] will be measured to the
nearest tenth of a linear meter foot. For installed pilings directed to be
cut off before reaching the penetration depth shown, the portion cut off
will be neasured for paynent as the difference between the total |ength of
piling shown on the plans for that location and the I ength of piling
installed bel ow the point of cut-off.

.1.3.3 Unit of Measure

Unit of neasure: Ilinear neter foot.

.1.4  Alum num Sheet Piling, Type | ]

.1.4.1 Payment

Payment for sheet piling quantities will be nmade at the applicable contract
price per linear neter foot for furnished and installed sheet piling.
Payment will cover all cost of furnishing, handling, storing and installing
piling including placing, driving, cutting holes and other materials and
work incident thereto [except the cost of furnishing piling will not be
included in the contract price for Governnent furnished piling].

.1.4.2 Measurement

The length of sheet piling installed [and renoved] will be measured to the
nearest tenth of a linear meter foot. For installed pilings directed to be
cut off before reaching the penetration depth shown, the portion cut off
will be neasured for paynent as the difference between the total |ength of
piling shown on the plans for that location and the I ength of piling
installed bel ow the point of cut-off.

.1.4.3 Unit of Measure

Unit of nmeasure: linear neter foot.
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.1.5 Al um num Fabricated Sections, Type[s] [ ]
.1.5.1 Payment

Payment for sheet piling quantities will be nmade at the applicable contract
price per linear neter foot for furnished and installed sheet piling.
Payment will cover all cost of furnishing, handling, storing and installing
piling including placing, driving, cutting holes and other materials and
work incident thereto [except the cost of furnishing piling will not be
included in the contract price for Government furnished piling].

.1.5.2 Measurement

The length of sheet piling installed [and renoved] will be measured to the
nearest tenth of a linear meter foot. For installed pilings directed to be
cut off before reaching the penetration depth shown, the portion cut off
will be neasured for paynent as the difference between the total |ength of

piling shown on the plans for that location and the I ength of piling
installed below the point of cut-off.

.1.5.3 Unit of Measure

Unit of neasure: linear neter foot.

.1.6 Al um num Sheet Piling - Governnent Furni shed

.1.6.1 Payment

Payment for sheet piling quantities will be nmade at the applicable contract
price per linear neter foot for furnished and installed sheet piling.
Payment will cover all cost of furnishing, handling, storing and installing
piling including placing, driving, cutting holes and other materials and
work incident thereto [except the cost of furnishing piling will not be
included in the contract price for Government furnished piling].

.1.6.2 Measurement

The length of sheet piling installed [and renoved] will be measured to the
nearest tenth of a linear meter foot. For installed pilings directed to be
cut off before reaching the penetration depth shown, the portion cut off
will be neasured for paynent as the difference between the total |ength of
piling shown on the plans for that location and the I ength of piling
installed below the point of cut-off.

.1.6.3 Unit of Measure

Unit of neasure: Ilinear neter foot.

1.7 Cut-Offs

.1.7.1 Payment

When pilings which have not been driven to penetration depths shown are
directed to be cut off, except for cut-offs due to excessive battering, a

| unp sum paynent will be made for cutting off each piling

.1.7.2 Measurement

An additional sumwll be paid for each linear neter foot of the portion
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cut off and neasured for paynment. For installed pilings directed to be cut
of f before reaching the penetration depth shown, the portion cut off wll
be nmeasured for paynment as the difference between the total |ength of
piling shown on the plans for that l[ocation and the Iength of piling
installed below the point of cut-off at the rate of 50 percent of the
applicable contract unit price. [No paynent will be nmade for cut-off
portions of Government furnished pilings.]

.1.7.3 Unit of Measure
Unit of neasure: each.
.1.8 Splices

.1.8.1 Payment

Payment will be made for each piling spliced at the direction of the
Contracting Officer to drive the piling to a depth greater than shown and
extend it up to the required top elevation. An additional sumwll be paid
for each Iinear neter foot of the piling extension at the applicable
contract unit price.

.1.8.2 Measurement

Splices will be neasured for paynent for each piling spliced
.1.8.3 Unit of Measure

Unit of neasure: each.

.1.9 Pul l ed Pilings

.1.9.1 Payment

The Contractor furnished pilings which have been installed and are pulled
at the direction of the Contracting Oficer and found to be in good
condition will be paid for at the applicable contract unit price for
furnishing and installing the pilings in their initial position plus an
equal amount for the cost of pulling.

.1.9.2 Measurement

When such pulled pilings are redriven, an additional anmount equal to 50
percent of the applicable contract unit price for furnishing and driving
the pilings will be paid for redriving the pilings. This additional price
constitutes payment for redriving only. The cost of furnishing, initial
driving, and pulling the pilings is to be paid for as specified.

a. Governnment furnished pilings which are pulled at the direction of the
Contracting O ficer and found to be in good condition will be paid for
at the applicable contract unit price for installing the pilings in
their initial position plus an equal anmount for the cost of pulling.
Such piling when redriven will be paid for at the applicable contract
unit cost for installing the pilings.

b. Wen pilings are pulled and found to be damaged no paynment will be nade
for the initial furnishing and driving or for the pulling of such
pilings. Pilings replacing damaged pilings will be paid for at the
applicable contract unit prices.
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1.1.9.3 Unit of Measure
Unit of neasure: each.
1.1.10 Rermoval of Sheet Pilings
1.1.10.1 Payment
Payment will be nade for costs associated with renoval of sheet pilings.
Payment will cover cost of pulling, cleaning the interlock, sorting,
i nventorying and storing.

1.1.10.2 Measurement

Renoval of sheet piling will be made at the applicable contract price per
linear neter foot for the renoval of sheet pilings.

1.1.10.3 Unit of Measure
Unit of neasure: |inear neter foot.

1.2 NAVY PRAQJIECT PRI CE AND PAYMENT PROCEDURES

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Sel ect the applicabl e paragraph(s) fromthe
following.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

1.2.1 Basi s of Bids

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Use this option for fixed-price contracts.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhkhkhkkx kkkkkkkkkkkkkkkkkkkkkkhkhkhkkkkkkkkkkk

Base bids on pile sections and | engths as indicated. Should the total
nunber of piles or the nunber of each length vary fromthat specified as
the basis for bidding, an adjustnent in the contract price and tine for
completion will be nmade. No additional paynent will be nade for w thdrawn,
damaged, rejected, or msplaced piles; for any portion of a pile remaining
above the cut-off elevation; for backdriving; for cutting off piles, or for
any cut off length of piles.

1.2.2 Measurerment and Paynent

1.2.2.1 NAVFAC PAC Projects

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Edit applicable attachnents from Docurment 00
22 13.00 20 for inclusion in Standard Form 1442,
"Solicitation, Ofer and Award," and " Schedul e of
Bid Itens." Select first bracketed text.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

For unit price bid, see [SF 1442, "Solicitation, Ofer and Award" and
"Schedul e of Bid Itenms."] [Section 00 22 13.00 20 SUPPLEMENTARY
I NSTRUCTI ONS TO OFFEROCRS. ]
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2.2.2 NAVFAC LANT Projects

Payment will be at the contract unit price per length, nultiplied by the
total length of acceptable piles actually installed. Base bids on the
nunber of piles with pile length fromtip to cutoff, as indicated, and on
the total length of piling fromtip to cutoff as specified in the docunent

titled "Instructions to Bidders." Include in bid a unit price per unit
I ength piling based on the quantity stated in the docunent titled
"Instructions to Bidders." |If the Contracting Oficer requires an increase

or a decrease in length of piles furnished and installed, the contract
price will be adjusted in accordance with the Contract C auses of the
contract. The unit price bid will be used for upward or downward

adj ustnent of the quantity subject to provisions of FAR 52.211-18,
Variation in Estimted Quantities.

.3 ESTI MATED QUANTI Tl ES

The estimated quantities of sheet piling listed in the unit price schedule
of the contract, as to be furnished by the Contractor, are given for

bi ddi ng purposes only. Sheet piling quantities for paynent will consist of
the linear neters feet of piling acceptably installed [and renoved].
Installed quantities will consist of all piling including fabricated
sections driven between the required top and bottom el evati ons of pilings
pl us any additions thereto resulting fromchanges in design or alignment as
provided in paragraph DRIVING [Renpoved quantities will consist of the

I engths of piling pulled frombel ow the ground | evel.]

4 REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMERI CAN VELDI NG SCCI ETY ( AWS)

AWS D1.1/D1. 1M (2015; Errata 1 2015; Errata 2 2016)
Structural Wl ding Code - Stee
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1.

ASTM | NTERNATI ONAL ( ASTM

ASTM A328/ A328M

ASTM A572/ A572M

ASTM A6/ A6M

ASTM A690/ A690M

ASTM A857/ AB57M

ASTM B221

ASTM B221M

ASTM B308/ B308M

5 SUBMITTALS

(2013; R 2018) Standard Specification for
Steel Sheet Piling

(2018) Standard Specification for
H gh-Strength Low Al |l oy Col umbi um Vanadi um
Structural Steel

(2017a) Standard Specification for Ceneral
Requirements for Rolled Structural Steel
Bars, Plates, Shapes, and Sheet Piling

(2013a; R 2018) Standard Specification for
H gh-Strength Low Al l oy Nickel, Copper,
Phosphorus Steel H Piles and Sheet Piling
wi t h At nmospheric Corrosion Resistance for
Use in Marine Environnments

(2007; R 2013) Standard Specification for
Steel Sheet Piling, Cold-Fornmed, Light Gage

(2014) Standard Specification for Al um num
and Al um num Al | oy Extruded Bars, Rods,
Wre, Profiles, and Tubes

(2013) Standard Specification for Al um num
and Al um num Al | oy Extruded Bars, Rods,
Wre, Profiles, and Tubes (Metric)

(2010) Standard Specification for
Al umi num Al l oy 6061-T6 Standard Structural
Profiles

NOTE:

Revi ew subnittal description (SD) definitions

in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmittals

required for the project.

The Guide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G" GCenerally, other submittal itenms can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the submttal
is sufficiently inmportant or conplex in context of

t he project.

For subnmittals requiring Government approval on Arny
projects, a code of up to three characters within
the submttal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenent System (RMS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
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District OOfice); "AO for Area Ofice; "RO for
Resident Office; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Al r

For ce,

and NASA proj ects.

The "S" following a submttal itemindicates that

the subm ttal

is required for the Sustainability

eNot ebook to fulfill federally mandated sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTI NG. Locate the "S" subnittal

under
subm ttal

t he SD nunber that best describes the
item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed

itemfor Army projects.

*%

Gover nrent approval

*%

*%

approval . ]

*%

Gover nnent . |

REPORTI NG
SUBM TTAL PROCEDURES:

1.6

1.6.1

SD- 02 Shop Dr awi ngs

*% *% *% *%%

is required for submttals with a "G' designati on;
submittals not having a "G' designation are for [Contractor Quality Control
[information only. \When used, a designation following the "G'
designation identifies the office that will review the submttal for the
Submttals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
Subnmit the following in accordance with Section 01 33 00

Metal Sheet Piling; G, | 1]
SD- 03 Product Data

Driving

Pile Driving Equipment; G, [___ 1]

Pulling and Redriving; ¢, [____ 11

Interl ocked Joint Strength in Tension Test procedures; G, [__ 1]
SD-06 Test Reports

Materials Tests

Interl ocked Joint Strength in Tension Test

SD-11 C oseout Submittals

Pile Driving Record

QUALI TY ASSURANCE

Mat eri al

Certificates

For each shi pnent,
to installing piling.
di nensi ons,
properties,

[1.6.2

chem cal

submit certificates identified with specific lots prior

Include in the identification data piling type,

conposi tion, nechanical properties, section

heat nunber, and m || identification nmark.

Interl ocked Joint Tensi on Test

*%

*%

*%

*%

*%

*%

*% *% *% *% *% *% *%%
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NOTE: Include this paragraph only when the design
requires high interlock joint strength, such as a
cellular cofferdam Typically, heavy gauge
hot-roll ed steel sheet piling is required.

*% *% *% *% *% *% *% *% *% *% *%%

Submit, for approval, the procedure for testing the tension strength of
piling interlocks prior to testing sheet piling.

11.7 DELI VERY, STORAGE, AND HANDLI NG

Materials delivered to the site shall be new and undamaged and shall be
acconpani ed by certified test reports. Provide the manufacturer's | ogo and
mll identification nmark on the sheet piling as required by the referenced
specifications. Store and handl e sheet piling in the manner recomended by
the manufacturer to prevent permanent deflection, distortion or danage to
the interlocks; as a mninmum support on |evel blocks or racks spaced not
nmore than 3 m 10 feet apart and not nore than 0.60 m2 feet fromthe ends.
St orage of sheet piling should also facilitate required inspection
activities and prevent danage to coatings and corrosion prior to
installation. [Handle sheet piling over 25 m80 feet in length using a

m ni mum of two pickup points.]

PART 2 PRODUCTS

2.

1 METAL SHEET PI LI NG

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: ASTM A328/ A328M covers one grade of stee
sheet piling for general use. ASTM A572/ A572M
covers three grades (yield strengths of 290, 345,
414 MPa 42, 50 and 60 ksi) of steel available for
hi gh strength steel sheet piling. ASTM A690/ A690M
covers one grade of steel available for high
strength steel sheet piling for use where greater
resi stance to marine splash zone conditions is
required. Each of the ASTM Specifications contains
"Suppl enentary Requirenents" for use when desired by
the purchaser. Sone of these are provided for and
described in the individual ASTM specification
others are standardi zed, and are indicated only by
nunber and title, with their description found in
ASTM A6/ A6M

Hot-rol l ed steel sheet piling sections are suitable
for applications where interlocked joint strength in
tension or section stability is a primary design
requirenent. Section stability (Biaxial Stress) is
a consideration in highly stressed applications only.

Cold-formed, light-duty or |ight gauge steel sheet
piling sections are suitable for applications with a
requi red mni num sheeting thickness of 6 nmO0.25 inch

or less, |ow bending and corrosion resistances, and
mnimal required interlocked joint strength in
tension. The corrosion resistance of |ight gauge
sheet piling can be increased by applying a
protective coating.
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Cold fornmed sheet piling will not be used in I-walls
that act as a flood barrier. This is due to the
much greater perneability of the | apped connections
bet ween the sheets conpared to the ball-and-socket

i nterlock connections in hot rolled sheet piling.

In addition, the interlock connections between hot
roll ed sheets provide much greater strength than
cold formed connections. Geater interlock strength
i mproves integrity during driving and all ows forces
to be redistributed laterally along the wall at
changes in wall alignnment, in weak soil zones or
when the |I-wall undergoes wave | oadi ngs that vary
along the length of the wall. The additiona
strength al so provides sone redundancy to sections
that rmust bridge across |ocalized weak zones in the
foundati on materi al

For applications in salt or bracki sh water use the
nost econoni cal of a ASTM A690/ A690M st eel sheet
piling which offers greater corrosion resistance or
a ASTM A328/ A328M st eel sheet piling with a
protective coating in the splash zone. A protective
coating should be applied to a ASTM A690/ A690M sheet
piling in the splash zone of waterway bul kheads
located in salt or brackish water

Corrosion protection should be provided where piling
is exposed to an adverse environnment. Choose
systen(s) based on economics and potential hazards
due to sheet piling systemfailure; nore than one
system nay be necessary dependi ng on conditions
above and bel ow the splash zone. Wile ASTM

A690/ A69OM i s suggested for narine environments, its
use al one without protective nmeasures may not be
effective.

Consi derati on should be given in design to the use
of a ASTM A572/ A572M hi gh-strength steel sheet

piling where economical. In floodwall applications
t he al |l owabl e worki ng stress should not exceed 0.5
of the yield strength of the steel. |In other

applications the allowabl e worki ng stress shoul d not
exceed 0.6 of the yield strength of the steel.

Al umi num sheet piling sections are suitable for use
in applications requiring noderate bending

resi stance and mninal design interlocked joint
strength in tension. Non-draining, clay-nmuck soils
and soils and water with a ph outside the range of
4.5 to 8.5 and containing chlorides, sulfates or
heavy netals (copper, lead, tin, mercury and cobalt)
are corrosive to alum num and shoul d be avoi ded
Protective coatings or cathodic protection can be
used to provide |longer service life to alum num
piling in corrosive environnments.
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Submit detail drawi ngs for sheet piling, including fabricated sections,
showi ng conplete piling dinensions and details, driving sequence and
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| ocation of installed piling.

a. Include in the drawi ngs details of top protection, special reinforcing
tips, tip protection, lagging, splices, fabricated additions to plain
piles, cut-off nethod, corrosion protection, and dinensions of
tenpl ates and other tenporary guide structures for installing piling.
Provide details of the nmethod for handling piling to prevent pernmanent
deflection, distortion or damage to piling interl ocks.

b. Metal sheet piling shall be [hot-rolled steel sections conformng to [
ASTM A328/ A328N] [ ASTM A572/ A572l, Grade | 1, [Type [ 11 [,
interlocked joint strength in tension as shown]] [ASTM A690/ A690WV [,

i nterlocked joint strength in tension as shown]] [hot-rolled,
light-duty steel sections conformng to ASTM A572/ A572V, Grade 50.]]
[cold-formed steel sections forned fromhot-rolled steel neeting the
cheni cal and nmechani cal requirenents of [ASTM A328/ A328M

ASTM A572/ A572N, Grade | 1, Type [ 11 [ ASTM A690/ A690M]]
[cold-formed, |ight gauge steel sections confornming to ASTM A857/ AB57N
Grade | ]] [extruded al um num sections fabricated from al um num
conform ng to [ ASTM B221NM ASTM B221,] [ASTM B308/B308NV,] All oy 6061
Tenper T6.]

c. For protection of sheet piling, coat it in accordance with Section |
09 97 13.26 COATI NG OF STEEL WATERFRONT STRUCTURES, ZERO VOC, (SZC)
SPLASH ZONE COATI NG [09 97 02 PAINTING HYDRAULI C STRUCTURES] [ and]
[ provi de cathodic protection in accordance with Section [26 42 13.00 20
CATHODI C PROTECTI ON BY GALVANI C ANCDES] [or] [26 42 19.00 20 CATHODI C
PROTECTI ON BY | MPRESSED CURRENT] [26 42 17.00 10 CATHODI C PROTECTI ON
SYSTEM (| MPRESSED CURRENT)] | 1].

2.1.1 Interlocks
The interlocks of sheet piling shall be free-sliding, provide a swing angle
suitable for the intended installation but not |ess than 5 degrees when
i nterl ocked, and maintain continuous interlocking when installed.

2.1.2 CGeneral Requirenents

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: The followi ng tables list section properties
of sheet piling that nmay be comrercially avail abl e.
Desi gners shoul d contact suppliers to verify current
availabilities and lead tinmes. Based upon the
design requirenments for each piling section select
the nost suitable corresponding section fromthese
tabl es or other conmercial sources and place the
pertinent section properties of this section on the
drawi ngs as m ni nrum requi rements.
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HOT- ROLLED STEEL SECTI ONS

Section Nominal Nominal Section Weight Weight M ni mum I nterl ocked Joi nt
Web Width Mdoulus per Sq per Strength in Tension (lbs
Thick's (inch) per Foot of Linear per linear inch)
(inch) Linear Wall Foot of
Foot of (Ibs) Piling
Wall (Ibs)
(cu in) A328 A572, GR60, A572
GR50,
AB690
Pz22 0.375 22.00 18.1 22.0 40.3
PzC13 0.375 27.88 24.2 21.7 50.4
PzC14 0.420 27.88 26.0 23.7 55.0
Pz27 0.375 18.00 30.2 27.0 40.5
PzC18 0.375 25.00 335 24.2 50.4
PzC19 0.420 25.00 36.1 26.4 55.0
PzZC25 0.485 27.88 457 29.9 69.4
PZC26 0.525 27.88 48.4 318 73.9
Pz35 0.500 22.64 48.5 35.0 66.0
PzC28 0.570 27.88 51.3 34.0 79.0
PZ40 0.500 19.69 60.7 40.0 65.6
PS27.5 0.400 19.69 1.9 275 451 16,000 20,000
PS31 0.500 19.69 1.9 31.0 50.9 16,000 20,000 24,000
COLD- FORMED STEEL SECTI ONS
Section Nominal Nominal Section Wi ght per Wi ght per
Thickness Wdth (inch) | Moddul us per Squar e Foot Li near Foot
(inch) Li near Foot |of Wall (I bs) of Piling
of Wall (Ibs)
(cubic inch)
Cz-67 0.217 21.65 10.70 13.72 24.76
Cz-72 0.236 21.65 11.68 14.83 26.70
Cz-84 0.276 21.65 13.62 17.21 31.05
CZ-95RD 0.307 21.65 15.16 19.00 34.28
Cz-95 0.315 21.65 15.53 19.46 35.15
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COLD- FORMED STEEL SECTI ONS

Section Nominal Nominal Section Wi ght per Wi ght per

Thickness Wdth (inch) | Moddul us per Squar e Foot Li near Foot

(inch) Li near Foot |of Wall (I bs) of Piling
of Wall (Ibs)

(cubic inch)
Cz-101 0.335 21.65 16.50 20.70 37.37
Cz-113 0.375 21.65 18.79 23.10 41.70
CZ-114RD 0.315 24.02 29.76 21.88 43.80
Cz-114 0.335 24.02 31.62 21.88 43.83
Cz-128 0.375 24.02 35.34 26.22 52.28
Cz-141 0.413 24.02 39.06 28.88 57.92
Cz-148 0.433 24.02 40.92 30.31 60.68
SZ-222 0.312 22.00 26.7 22.1 40.4
SZ-24 0.340 22.00 29.0 24.1 441
Sz-25 0.350 22.00 29.7 24.8 453
Sz-27 0.375 22.00 32.0 26.6 48.6
SZ-14.5 0.250 26.75 13.0 145 324
Sz-18 0.312 26.75 16.2 18.1 40.4
SZ-20 0.340 26.75 17.5 19.8 441
Sz-21 0.350 26.75 18.1 20.3 453
Sz-22 0.375 26.75 19.3 21.8 48.6
COLD- FORMED, LI GHT- DUTY STEEL SECTI ONS

Section Nominal Nominal Section Wi ght per Wi ght per

Thickness Wdth (inch) | Moddul us per Squar e Foot Li near Foot

(inch) Li near Foot |of Wall (I bs) of Piling
of Wall (Ibs)

(cubic inch)

CL-42 0.157 21.65 2,55 8.60 15.52
CL-47 0.177 21.65 2.88 9.63 17.39
CL-57 0.217 21.65 3.53 11.67 21.07
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COLD- FORMED, LI GHT- DUTY STEEL SECTI ONS
Section Nominal Nominal Section Wi ght per Wi ght per
Thickness Wdth (inch) Modul us per Squar e Foot Li near Foot
(inch) Li near Foot |of Wall (I bs) of Piling
of wall (Ibs)
(cubic inch)
CS-55 0.197 27.56 6.34 11.18 25.69
CS-60 0.217 27.56 6.98 12.29 28.22
CS-69 0.250 27.56 8.05 14.19 32.58
CS-76 0.276 27.56 8.89 15.56 36.62
SZ-10 0.164 22.00 7.3 9.4 17.2
SzZ-11 0.179 22.00 7.9 10.3 18.8
SZ-12 0.209 22.00 9.2 12.0 21.9
SZ-14 0.239 22.00 104 135 24.6
Sz-15 0.250 22.00 10.9 14.0 25.6
LZ-8 0.164 24.00 3.6 8.3 17.2
Lz-7 0.179 24.00 3.9 9.1 18.8
LZ-5 0.209 24.00 4.6 10.6 21.9
LZ-3 0.239 24.00 5.2 11.0 24.6
LZ-250 0.250 24.00 5.4 12.3 25.6
COLD- FORMED, LI GHT GAUGE STEEL SECTI ONS
Gauge Nominal Layi ng Wdth Section Wi ght per Wi ght per
Thickness (inch) Modul us per Squar e Foot Li near Foot
(inch) Li near Foot |of Wall (Ibs) of Piling
of wall (Ibs)
(cubic inch)
12 0.1046 21.67 1.76 5.80 10.40
12 0.1046 19.67 1.80 5.90 9.50
10 0.1345 18.00 2.20 7.20 10.80
10 0.1345 21.67 2.25 7.40 13.40
10 0.1345 19.67 2.36 7.60 12.20
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COLD- FORMED, LI GHT GAUGE STEEL SECTI ONS

Gauge Nominal Layi ng Wdth Section Wi ght per Wi ght per
Thickness (inch) Modul us per Squar e Foot Li near Foot
(inch) Li near Foot |of Wall (Ibs) of Piling
of wall (Ibs)
(cubic inch)
8 0.1644 18.00 2.62 8.80 13.20
8 0.1644 21.67 2.75 9.10 16.40
8 0.1644 19.67 2.86 9.30 14.90
7 0.1793 18.00 2.80 9.60 14.40
7 0.1793 21.67 2.99 6.90 17.90
7 0.1793 19.67 3.10 10.10 16.34
6 0.1943 18.00 3.00 10.50 15.80
5 0.2092 18.00 3.40 11.30 16.90
5 0.2092 21.67 3.48 11.70 21.10
ALUM NUM SECTI ONS
Section Nominal Nominal Section Wi ght per Wi ght per
Thi ckness (inch) | Wdth (inch) Modul us per Squar e Foot Li near Foot
Li near Foot |of Wall (Ibs) of Piling
of wall (Ibs)
(cubic inch)
AWL-3 0.100 12.00 1258 | | e
AWL-8 0.125 12.00 1542 | | e
AWL-11 0.135 12.00 1714 | - e
AWM-3 0.100 12.00 2200 | - | -
AWM-8 0.125 12.00 2967 | - | e
PZMA-16 0.145/0.160 12.00 3710 | |
PZM-19 0.175/0.188 12.00 429 | - e
PZH--1 0.150 12.00 6309 | - |
PZH-3 0.188 12.00 7633 | |
PZH-7 0.250 12.00 9.783 | - |
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ALUM NUM SECTI ONS

Section Nominal Nominal Section Wi ght per Wi ght per
Thi ckness (inch) | Wdth (inch) Modul us per Squar e Foot Li near Foot
Li near Foot |of Wall (Ibs) of Piling

of Wall (Ibs)

(cubic inch)
PZH-153 0.188 15.00 1349 | - | e
PZH-159 0.225/0.275 15.00 800 | - | e

Z- Sections devel op a maxi mum resi stance to bendi ng
per unit weight and are particularly adapted to
cantil ever and anchored type retaining walls.

Straight-Web (S) sections have their interlocks
designed for maximumflexibility and tensile
strength and are particularly adapted to cellular
retaining walls and cellular cofferdam construction

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Sheet piling [including special fabricated sections] shall be [full-1]ength]
sections of the dinensions shown. [Provide fabricated sections conform ng
to the requirenent and the piling manufacturer's reconmendations for
fabricated sections.] [Fabricated sections connecting cofferdamcells and
adj acent arcs conposed of pilings fromdifferent manufacturers shall be
Y-sections fabricated fromthe respective manufacturer's pilings.]

[ Fabricated tees, wyes and cross pieces shall be fabricated of piling
sections with a nini numweb thickness of 13 mMm 1/2 inch.] [Sheet piling to
be placed in a circular cell or a connecting arc shall be of the sane

manuf acture.] Provide sheet piling with standard pulling holes. Metalwork
fabrication for sheet piling shall be as specified and in Section 05 50 14
STRUCTURAL METAL FABRI CATI ONS

.2 APPURTENANT METAL MATERI ALS

Provi de netal plates, shapes, bolts, nuts, rivets and ot her appurtenant
fabrication and installation materials confornmng to manufacturer's
standards and to the requirenments specified in the respective sheet piling
standards and in Section 05 50 15 CI VIL WORKS FABRI CATI ONS

.3  TESTS, | NSPECTI ONS, AND VERI FI CATI ONS

Requirenents for material tests, workmanship and other neasures for quality
assurance shall be as specified and in Section 05 50 14 STRUCTURAL METAL
FABRICATIONS.

.3.1 Materials Tests

Submit certified materials tests reports showing that sheet piling and
appurtenant netal materials nmeet the specified requirements, for each
shiprment and identified with specific lots prior to installing materials.
Material test reports shall neet the requirenents of ASTM A6/ A6N. Perform
materials tests conforming to the follow ng requirenents. Sheet piling and
appurtenant materials shall be tested and certified by the nanufacturer to
meet the specified chemical, nechanical and section property requirenents
prior to delivery to the site. Testing of sheet piling for nmechanica
properties shall be performed after the conpletion of all rolling and
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form ng operations. Testing of sheet piling shall neet the requirenents of
ASTM A6/ A6 .

2.3.2 Interl ocked Joint Strength in Tension Test

Subnmit the procedure for testing sheet piling interlocked joint strength in
tension, prior to testing piling. [The interlocked joint strength in
tension test shall conformto the piling manufacturer's standard test,
include testing at least two 75 mm 3 inch |ong coupons taken randomy from
di fferent as-produced pilings of each heat and shall t be approved.]

Subnmit a certified report showi ng results based on approved testing
procedures.

PART 3 EXECUTI ON
3.1 EARTHWORK

Performin accordance with Section 31 00 00 EARTHWORK. Pre-excavati on
[Will] [will not] [be permitted.] [pernmitted to a maxi numdepth [of [__ ]
meters feet bel ow [ 1] [as indicated]]. Backfill as indicated.

3.2 INSTALLATION
3.2.1 Pile Driving Equi pnent

Submit conplete descriptions of sheet piling driving equi pment including
hamrers, [jetting equipnent,] extractors, protection caps and other
installation appurtenances, prior to conmencenent of work. Descriptive

i nformation includes manufacturer's nane, nodel nunbers, capacity, rated
energy, hammer details, cushion material, helnet, and ttenplates. Provide
pile driving equi pment conformng to the followi ng requirenents.

3.2.1.1 Driving Hamers

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Insert desired energy ratings in this
paragraph. Hammers with energy ratings between
11,860 and 21,700 J 8,750 and 16, 000 foot pounds are
recommended.
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Hamrers shall be steam air, or diesel drop, single-acting, double-acting,
differential-acting [, or vibratory] type. The driving energy of the
hamrers shall be between [__ ] J foot-pounds as recomended
by the manufacturer for the piling weights and subsurface materials to be
encountered. Repair damage to piling caused by use of a pile hamrer with
excess delivered force or energy.

3.2.1.2 Jetting Equi prent

Jetting [may be used at no additional cost to the Governnment] [will not be
permitted]. [Jetting equipnment shall have not |ess than two renpvabl e or
fixed jets of the water or conbination air-water type. Water jets shall be
desi gned so that the discharge volune and pressure are sufficient to freely
erode the material under and adjacent to the piling.]
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3.2.2 Pl aci ng and Driving

3.2.2.1 Placing

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: When long piles are being driven, tenpl ates
are of value. Long piles are very flexible and
damage easily. Use tenplates to keep piles vertical

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

Any excavation required within the area where sheet pilings are to be
installed shall be conpleted prior to placing sheet pilings. Pilings
properly placed and driven shall be interlocked throughout their Iength
with adjacent pilings to forma continuous di aphragm throughout the |ength
or run of piling wall.

[ a Pilings to be placed in cofferdamcells and connecting arcs shall be
pi cked up and conpletely threaded to denonstrate that they slide freely
in interlock.]

[a.][b.] Pilings shall be carefully located as [indicated] [or]
[directed.] Pilings shall be placed plunb with out-of-plunbness not
exceeding [10] [22] mmper neter [1/8] [1/4] inch per foot of length
and true to line. Place the pile so the face will not be nore than 150
mm 6 inches fromvertical alignnent at any point. Top of pile at
el evation of cut-off shall be within 13 mm 1/2 inch horizontally and 50
mm 2 inches vertically of the location indicated. Manipulation of
piles to force theminto position will not be permtted. Check al
piles for heave. Redrive all heaved piles to the required tip
elevation.

[b.][c.] Provide tenporary wales, tenplates, [master pilings] [current
defl ectors] or guide structures to ensure that the pilings are placed
and driven to the correct alignnment. Use a system of structura
framng sufficiently rigid to resist lateral and driving forces and to
adequately support the sheet piling until design tip elevation is
achieved. Use two tenplates, at |east, when placing each piling [at
third points] [not less than 6 m 20 feet apart]. Tenplates shall not
nove when supporting sheet piling. Fit tenplates with wood bl ocking to
bear agai nst the web of each alternate sheet pile and hold the sheet
pile at the design location alignnent. Provide outer tenplate straps
or other restraints as necessary to prevent the sheets from warping or
wandering fromthe alignnent. WMark tenplate for the location of the
| eadi ng edge of each alternate sheet pile. If in view, also mark the
second level to assure that the piles are vertical and in position. |If
two gui de nmarks cannot be seen, other neans shall be used to keep the
sheet pile vertical along its | eadi ng edge.

[ [c.]1[d.] WMaster pilings shall be used to naintain plunbness and proper
configuration in placing cofferdamcells over 27 m90 feet in height in
water flowing at a velocity of nore than 1.2 nis 4 feet per second.]

3.2.2.2 Driving

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Whien hard driving or driving through rocky
soil or debris is anticipated, require addition of
tip protection to prevent damage to sheet piling.
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Jetting should generally not be pernitted for

1. Piles dependent on side friction in fine-grained
| ow perneability soils (high clay or silt content)
where considerable tine is required for the soil to
reconsol i date around the piles.

2. Piles subject to uplift.
3. Piles adjacent to existing structures.

4. Piles in closely spaced clusters unless the |oad
capacity is confirmed by tests and unless al

jetting is done before final driving of any pile in
the cluster.

Pre-augering or spuddi ng should generally not be
permtted for piles dependent on side friction in
fine-grained, |ow perneability soils (high clay or
silt content) where considerable time is required
for the soil to reconsolidate around the piles.
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Subnmit records of the conpleted sheet piling driving operations, including
a system of identification which shows the disposition of approved piling
in the work, driving equi pment performance data, piling penetration rate
data, piling dinmensions and top and bottom el evati ons of installed piling.
[ The format for driving records shall be as directed.] [Prior to driving

pilings in water, paint a horizontal line on both sides of each piling at a
fixed distance fromthe bottomso that it will be visible above the water
line after installation. This Iine shall indicate the profile of the

bottom el evation of installed pilings and potential problem areas can be
identified by abrupt changes in its elevation.] Drive pilings with the
proper size hamer and by approved methods so as not to subject the pilings
to damage and to ensure proper interlocking throughout their |engths.

a. Mintain driving hamrers in proper alignment during driving operations
by use of |eads or guides attached to the hanmer. [Caution shall be
taken in the sustained use of vibratory hanmers when a hard driving
condition is encountered to avoid interlock-nmelt or damages.

Di scontinue the use of vibratory hammrers and i npact hammers enpl oyed
when the penetration rate due to vibratory loading is 300 nm one foot
or less per mnute.]

b. Enploy a protecting cap in driving when using inpact hanmers to prevent
damage to the tops of pilings. [Use cast steel shoe to prevent damage
to the tip of the sheet piling.] Renove and replace pilings damaged
during driving or driven out of interlock at the Contractor's expense.
[Store Governnent furnished pilings, danmaged during driving, at the
site as directed.]

c. Drive pilings without the aid of a water jet [unless otherw se
aut horized]. [Performauthorized jetting on both sides of the pilings
si mul t aneousl y; discontinue it when the pile tip is approximately 1.5 m
5 feet above the ["calculated"] [indicated] pile tip elevation and nake
the final 1.5 m5 feet of penetration by driving. Before conmencing
the driving of the final 1.5 m5 feet, firmy seat the pile in place by
the application of a nunber of reduced energy hanmer bl ows.]

SECTION 31 41 16 Page 22



d. Take adequate precautions to ensure that pilings are driven plunb.
Wiere possible, drive Z-pile with the ball end leading. If an open
socket is leading, a bolt or similar object placed in the bottom of the
interlock will mininm ze packing material into it and ease driving for
the next sheet. |If at any tinme the forward or |eading edge of the
piling wall is found to be out-of-plunb in the plane of the wall the
piling being driven shall be driven to the required depth and tapered
pilings shall be provided and driven to interlock with the out-of-plunb
| eadi ng edge or other approved corrective nmeasures shall be taken to
i nsure the plunbness of succeeding pilings. The nmaxinmum pernissible
taper for any tapered piling shall be 10 mm per neter 1/8 inch per foot
of |ength.

e. Pilings in each run or continuous length of piling wall shall be driven
alternately in increments of depth to the required depth or elevation
No piling shall be driven to a | ower elevation than those behind it in
the sane run except when the pilings behind it cannot be driven
deeper. Increnentally sequence driving of individual piles such that
the tip of any sheet pile shall not be nmore than 1.2 m4 feet bel ow
that of any adjacent sheet pile. Wen the penetration resistance
exceeds five blows per 25 nminch, the tip of any sheet pile shall not
be nore than 0.6 m 2 feet below any adjacent sheet pile. [For
cofferdamcells the driving increnents shall be such that no piling
| eads the adjacent piling by nore than [ ] mmfeet and the
direction of advancing the driving hammer shall be reversed after each
pass around the cell.] |If the piling next to the one being driven
tends to follow below final elevation it may be pinned to the next
adj acent piling.

f. If obstructions restrict driving a piling to the specified penetration
the obstructions shall be renoved or penetrated with a chisel beam |If
the Contractor denonstrates that renmoval or penetration is inpractical
make changes in the design alignnment of the piling structure as
directed to ensure the adequacy and stability of the structure.

Pilings shall be driven to depths shown and shall extend up to the
el evation indicated for the top of pilings. [Piling driven to rock
shal |l be seated individually on the rock.] A tolerance of | ] mm
i nches above the indicated top elevation will be permitted. [At |east
the first two sheets of the connecting arcs adjacent to the main cells

shall be driven in the cofferdamcells prior to filling the cells.]
Pilings shall not be driven within 30 m 100 feet of concrete |ess than
7 days ol d.

g. Pre-augering or spudding of piles [may be used at no additional cost to
the Governnent] [will not be permitted]. [Discontinue pre-augering or
spuddi ng approxi mately [ ] meters feet above the [cal cul at ed]
[indicated] pile tip elevation. Drive the pile the final | ] meters

feet of penetration].

. 2.3 Cutting-Of and Splicing

Pilings driven to refusal or to the point where additional penetration
cannot be attained and are extendi ng above the required top elevation in
excess of the specified tolerance shall be cut off to the required
elevation. Pilings driven below the required top el evation and pilings
damaged by driving and cut off to permt further driving shall be extended
as required to reach the top elevation by splicing when directed at no
additional cost to the Government. [If directed, pilings shall be spliced
as required to drive themto depths greater than shown and extend them up
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3.

to the required top el evation.]

a. Pilings adjoining spliced pilings shall be full I|ength unless otherw se
approved. [If splices are allowed in adjoining pilings, the splices
shal | be spaced at |east | ] mfeet apart in elevation.] Splicing

of pilings shall be as indicated. Ends of pilings to be spliced shal
be squared before splicing to elimnate dips or canber. Pilings shal
be spliced together with concentric alignnent of the interlocks so that
there are no discontinuities, dips or canber at the abutting
interlocks. Spliced pilings shall be free sliding and able to obtain

t he maxi mum swing with contiguous pilings. Welding of splices shal
conformto the requirenents of Section 05 50 14 STRUCTURAL METAL

FABRI CATIONS. Shop and field welding, qualification of welding
procedures, welders, and wel ding operators shall be in accordance wth
AWS D1. 1/ D1. 1M

b. The tops of pilings excessively battered during driving shall be
tri mmed when directed, at no cost to the Government. Piling cut-offs
[ except for Governnent furnished pilings] shall becone the property of
the Contractor and shall be renmpbved fromthe site

c. Cut holes in pilings for bolts, rods, drains or utilities in a neat and
wor kmanl i ke manner, as shown or as directed. Use a straight edge in
cuts nmade by burning to avoid abrupt nicks. Bolt holes in steel piling
shall be drilled or nay be burned and reaned by approved net hods which
wi |l not danmage the surrounding netal. [Bolt holes in aluninumpilings
shall be drilled.] Holes other than bolt holes shall be reasonably
snooth and the proper size for rods and other itenms to be inserted.

[All holes in steel pilings on the wet side of cofferdans shall be made
wat erti ght by wel ding steel plates over the holes after the piling
installation is conpleted.] Do not use explosives for cutting.

2.4 I nspection of Driven Piling

Perform continuous inspection during pile driving. Inspect all piles for
conpliance with tol erance requirenents. Bring any unusual problens which
may occur to the attention of the Contracting Oficer. Inspect the

interlocked joints of driven pilings extending above ground. Pilings found
to be out of interlock shall be renoved and replaced at the Contractor's
expense. [Use divers to inspect underwater interlocked joints of cofferdam
sheet piling. Governnent divers may al so inspect the interlocked joints.
The inspection of cofferdans shall be perforned after driving is conpleted,
prior to filling each cell and connecting arc, and within 48 hours after
filling each cell and arc.]

.2.5 Pul ling and Redri ving

Subnmit the proposed nethod of pulling sheet piling, prior to pulling any
piling. Pull, as directed, selected pilings after driving to deternine the
condition of the underground portions of pilings. Any piling so pulled and
found to be damaged, to the extent that its usefulness in the structure is
i mpaired, shall be rempved and repl aced at the Contractor's expense.
Pilings pulled and found to be in satisfactory condition shall be redriven
when directed. [Governnment furnished pilings pulled and not redriven shal
be stored as directed.]

.3 REMOVAL

The renoval of sheet pilings shall consist of pulling, sorting, cleaning
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the interlocks, inventorying and storing previously installed sheet pilings
as shown and direct ed.

. 3.1 Pulling

The nethod of pulling piling shall be approved. Provide pulling holes in
pilings, as required. Extractors shall be of suitable type and size. Care
shal | be exercised during pulling of pilings to avoid damagi ng piling

i nterlocks and adjacent construction. |If the Contracting O ficer

determi nes that adjacent permanent construction has been damaged during
pulling, the Contractor will be required to repair this construction at no
cost to the Governnent. Pull pilings one sheet at a tine. Pilings fused
together shall be separated prior to pulling, unless the Contractor
denonstrates, to the satisfaction of the Contracting O ficer, that the
pilings cannot be separated. The Contractor will not be paid for the
renoval of pilings damaged beyond structural use due to proper care not
bei ng exercised during pulling.

. 3.2 Sorting, O eaning, Inventorying and Storing

Pul l ed pilings shall be sorted, cleaned, inventoried and stored by type
into groups as:

a. Piling usable wthout reconditioning.

b. Piling requiring reconditioning.

c. Piling damaged beyond structural use.

.4 | NSTALLATI ON RECORDS

Maintain a pile driving record for each sheet pile driven. |Indicate on the
installation record: installation dates and tines, type and size of hanmer,
rate of operation, total driving tinme, dinensions of driving helnet and cap
used, blows required per neter foot for each neter foot of penetration
final driving resistance in blows for final 150 nm 6 inches, pile

| ocations, tip elevations, ground el evations, cut-off elevations, and any
reheading or cutting of piles. Record any unusual pile driving problens
during driving. Subnmit conplete records to the Contracting O ficer

-- End of Section --

SECTION 31 41 16 Page 25



