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SECTION 05 12 00

STRUCTURAL STEEL
08/18

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: This guide specification covers requirenents
for structural steel used in building construction
Revi ew the foll owi ng publications for material

sel ection and additional specification requirenents
before using this guide specification for the

foll owi ng types of construction:

Thi s specification does not cover Hi ghway Bridges or
Rai | road bridges due to the fracture critica

requi renents for bridges. For bridge design

consi derations see AASHTO or AREMA.

Tower Construction - Tel econmuni cations |ndustry
Association (TIA), TIA-222-G 2, "Structural Standard
for Antenna Supporting Structures and Antennas."

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Ensure the following information is shown on
t he project draw ngs:

1. The extent and | ocation of structural steel

2. Designations of steel nenbers;
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3. Type and yield strength of steel used in design
4. Locations where gal vani zed steel will be used;
5. Types of connections (welded and bolted);

6. Locations where high-strength bolts and slip
critical connections are required and the | oads and
stresses required if steel connection design is
provi ded by Contractor; and

7. The location of welds requiring nondestructive
testing, along with the type of testing required.

8. Type of steel coating and limts of coating
application; and

9. Type of coating for hardware.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkhkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

PART 1 GENERAL

.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AVERI CAN ASSOCI ATI ON OF STATE HI GHWAY AND TRANSPORTATI ON OFFI Cl ALS
(AASHTO)

AASHTO LRFD (8th Edition; 2017) Bridge Design
Specifications

AMERI CAN | NSTI TUTE OF STEEL CONSTRUCTI ON (Al SC)

Al SC 207 (2016; R 2017) Certification Standard for
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St eel Fabrication and Erection, and
Manuf acturing of Metal Conponents

Al SC 303 (2016) Code of Standard Practice for Steel
Bui | di ngs and Bri dges

Al SC 325 (2017) Steel Construction Manual

Al SC 326 (2009) Detailing for Steel Construction

Al SC 341 (2016) Seismc Provisions for Structural
St eel Buil di ngs

Al SC 360 (2016) Specification for Structural Steel
Buildings

Al SC 420 (2010) Certification Standard for Shop
Application of Conplex Protective Coating
Systems

Al SC DESI GN GUI DE 10 (1997) Erection Bracing of Low Rise

Structural Steel Buildings
AMERI CAN SOCI ETY FOR NONDESTRUCTI VE TESTI NG ( ASNT)
ANSI / ASNT CP- 189 (2016) ASNT Standard for Qualification and
Certification of Nondestructive Testing
Personnel (ANSI/ASNT CP-105-2006)

AMERI CAN VELDI NG SCCI ETY ( AWS)

AWS A2. 4 (2012) Standard Synbols for Welding,
Brazi ng and Nondestructive Examni nation

AWS D1.1/D1. 1M (2015; Errata 1 2015; Errata 2 2016)
Structural Welding Code - Steel

AWS D1. 8/ D1. 8M (2016) Structural Wl di ng Code—Sei smi ¢
Supplement

AVS QC1 (2016) Specification for AWS Certification

of Wel ding Inspectors
ASME | NTERNATI ONAL ( ASMVE)

ASME B46. 1 (2009) Surface Texture, Surface Roughness,
Wavi ness and Lay

ASTM | NTERNATI ONAL ( ASTM

ASTM A108 (2013) Standard Specification for Steel
Bar, Carbon and All oy, Cold-Finished

ASTM A1085/ A1085M (2015) Standard Specification for
Col d- For mred Wl ded Carbon Steel Holl ow
Structural Sections (HSS)

ASTM A123/ A123M (2017) Standard Specification for Zinc
(Hot-Di p Gal vani zed) Coatings on Iron and
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ASTM A143/ A143M

ASTM A193/ A193M

ASTM A276/ A276M

ASTM A29/ A29M

ASTM A307

ASTM A36/ A36M

ASTM A500/ A500M

ASTM A53/ A53M

ASTM A563

ASTM A563M

ASTM A6/ A6M

ASTM A668/ A668M

ASTM A780/ A780M

ASTM A992/ A992M

ASTM B695

St eel Products

(2007; R 2014) Standard Practice for
Saf eguar di ng Agai nst Enbrittl enent of
Hot-Di p Gal vani zed Structural Steel
Products and Procedure for Detecting
Embrittlement

(2016) Standard Specification for

Al'l oy-Steel and Stainless Steel Bolting
Materials for Hi gh-Tenperature Service and
O her Special Purpose Applications

(2017) Standard Specification for
Stainl ess Steel Bars and Shapes

(2016) Standard Specification for General
Requirements for Steel Bars, Carbon and
Al l oy, Hot - W ought

(2014; E 2017) Standard Specification for
Carbon Steel Bolts, Studs, and Threaded
Rod 60 000 PSI Tensile Strength

(2014) Standard Specification for Carbon
Structural Steel

(2018) Standard Specification for

Col d- For med Wl ded and Seanl ess Car bon
Steel Structural Tubing in Rounds and
Shapes

(2012) Standard Specification for Pipe,
Steel, Black and Hot-Di pped, Zinc-Coated,
Wl ded and Seani ess

(2015) Standard Specification for Carbon
and Alloy Steel Nuts

(2007; R 2013) Standard Specification for
Carbon and Alloy Steel Nuts (Metric)

(2017a) Standard Specification for CGeneral
Requirements for Rolled Structural Steel
Bars, Plates, Shapes, and Sheet Piling

(2017) Standard Specification for Steel
For gi ngs, Carbon and All oy, for General
I ndustrial Use

(2009; R 2015) Standard Practice for
Repair of Danaged and Uncoated Areas of
Hot - Di p Gal vani zed Coati ngs

(2011; R 2015) Standard Specification for
Structural Steel Shapes

(2004; R 2016) Standard Specification for
Coatings of Zinc Mechanically Deposited on
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ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

SSPC

SSPC

C1107/ C1107M

C827/ C827M

F1136/ F1136M

F1554

F2329/ F2329M

F2833

F3125/ F3125M

F436/ F436M

F844

F959/ F959M

Iron and Steel

(2017) Standard Specification for Packaged
Dry, Hydraulic-Cenment Grout (Nonshrink)

(2016) Standard Test Method for Change in
Hei ght at Early Ages of Cylindrical
Speci mens of Cenentitious M xtures

(2011) Standard Specification for
Zi nc/ Al um num Corrosion Protective
Coatings for Fasteners

(2017; E 2018) Standard Specification for
Anchor Bolts, Steel, 36, 55, and 105-Kksi
Yield Strength

(2015) Standard Specification for Zinc
Coating, Hot-Di p, Requirenents for
Application to Carbon and All oy Steel
Bolts, Screws, Washers, Nuts, and Speci al
Thr eaded Fasteners

(2011; R 2017) Standard Specification for
Corrosion Protective Fastener Coatings
with Zinc Rich Base Coat and Al uni num
Organi ¢/ I norgani ¢ Type

(2015a) Standard Specification for High
Strength Structural Bolts, Steel and All oy
Steel, Heat Treated, 120 ksi (830 MPa) and
150 ksi (1040 MPa) M nimum Tensil e
Strength, Inch and Metric D nensions

(2016) Standard Specification for Hardened
St eel Washers Inch and Metric Di nensions

(2007a; R 2013) Washers, Steel, Plain
(Flat), Unhardened for Ceneral Use

(2017a) Standard Specification for
Conpr essi bl e-Washer - Type Direct Tension
Indicators for Use with Structural
Fasteners, Inch and Metric Series

CRANE MANUFACTURERS ASSOCI ATI ON OF AMERI CA ( CVAA)

70

(2015) Specification for Top Runni ng
Bridge and Gantry Type Miultiple G rder
El ectric Overhead Traveling Cranes

SOCI ETY FOR PROTECTI VE COATI NGS ( SSPC)

PA 1

Pai nt 20

(2016) Shop, Field, and Mai ntenance
Coating of Metals

(2002; E 2004) Zinc-Rich Priners (Type I,
I norgani c, and Type |II, Organic)
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SSPC Pai nt 29 (2002; E 2004) Zinc Dust Sacrificial
Priner, Performance-Based

SSPC SP 3 (1982; E 2004) Power Tool d eaning
SSPC SP 6/ NACE No. 3 (2007) Commercial Blast C eaning

U. S. DEPARTMENT OF DEFENSE ( DOD)

UFC 3-301-01 (2013; with Change 3) Structural
Engineering

UFC 3-310-04 (2013; with Change 1) Seism c Design of
Buildings

U.S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)
29 CFR Part 1926, Subpart R Steel Erection

1.2 SUBMITTALS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a "G' to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandated sustai nabl e
requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
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itemfor Arnmy projects.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkk kkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkk

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval .][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Government.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance with Section 01 33 29
SUSTAI NABI LI TY REPCRTI NG. Submit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:
SD-01 Preconstruction Submttals
Erection and Erection Bracing Drawings; ¢, [ 11
SD- 02 Shop Drawi ngs
Fabrication Drawi ngs Including Details of Connections; ¢, [__ 1]
SD- 03 Product Data
Shop Pri ner
Wel di ng El ectrodes and Rods
Di rect Tension Indicator Washers
Non- Shri nk G out
Tension Control Bolts
Recycl ed Content for Structural Steel; S
Recycl ed Content for Structural Steel Tubing; S
Recycl ed Content for Steel Pipe; S
SD- 05 Design Data
Design Cal culations for Steel Connections; d, [__ 1]
Shoring and Tenporary Bracing; §, [___ 1]
SD-06 Test Reports
Cl ass B Coating
Bolts, Nuts, and Washers
Wl d I nspection Reports
Direct Tension Indicator Washer |nspection Reports
Bolt Testing Reports
Enbrittl ement Test Reports

SD-07 Certificates

SECTION 05 12 00 Page 9



Il
Il
Il

[

Steel

Bolts, Nuts, and Washers

Galvanizing

Pins and Rollers

Al SC Structural Steel Fabricator Quality Certification
Al SC Structural Steel Erector Quality Certification
Wl di ng Procedures and Qualifications

Wl di ng El ectrodes and Rods

Certified Welding Inspector

NDT Techni ci an

Wl di ng Procedure Specifications (WPS)

Overhead, Top Running Crane Rail Beam

][1.3 Al SC QUALI TY CERTI FI CATI ON

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: AISC has a certification programin effect
that confirms that a certified structural steel
fabricating facility has the personnel,

organi zati on, experience, procedures, know edge,

equi prent, capability, and commitnent to produce
fabricated steel of the required quality for a given
category of structural steel framng. Consider
deleting this paragraph if there is a niniml anount
of steel on the job. MMA has a certification
programin effect that confirnms that a certified
nmetal building manufacturer's fabrication facility
has the quality management system ensuring conti nual
conpliance with requirenments for Metal Building
Systems.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Work must be fabricated by an AISC Certified Structural Steel Fabricator,
in accordance with Al SC 207, Category BU. Subnmit AISC Structural Steel
Fabricator quality certification.

Work nmust be erected by an AISC Structural Steel Certified Erector, in
accordance with Al SC 207, Category CSE. Submit AlISC Structural Steel
erector quality certification.

I 14 SEI SM C PROVI SI ONS

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Delete this paragraph when the steel seisnic
force resisting systemis classified as a steel
system not specifically detailed for seisnic

resi stance in accordance with ASCE 7, Table 12.2-1.
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Provide the structural steel systemin accordance with AlISC 341, Chapter J
as anended by UFC 3-310- 04.

]1.5 QUALI TY ASSURANCE
1.5.1 Preconstruction Submttals

1.5.1.1 Erection and Erection Braci ng Draw ngs

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include the last |ine when del egated design
is performed by the contractor.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

Submit for record purposes. Indicate the sequence of erection, tenporary
shoring and bracing. The erection drawi ngs nust conformto Al SC 303. |
Erection draw ngs nust be reviewed, stanped and seal ed by a registered

pr of essi onal engi neer.]

1.5.2 Fabri cati on Drawi ng Requirenents

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include the requirenent for fabrication
drawi ngs to be signed and seal ed when del egat ed
design is performed by the contractor.

kkkkkkkkkkkkkkkkkkkkkkkkkkhkkhkkkkkkkkkkkkhhkhkkkkkkkkkkkkkkhkhkhkk
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Subnmit fabrication drawi ngs for approval prior to fabrication. Prepare in
accordance with Al SC 303, AISC 326 and Al SC 325. Fabrication draw ngs nust
not be reproductions of contract drawings.[ Sign and seal fabrication
drawi ngs by a registered professional engineer.] |Include conplete
information for the fabrication and erection of the structure's conponents,
including the location, type, and size of bolts, welds, nmenber sizes and

| engt hs, connection details, blocks, copes, and cuts. Use AWS A2.4
standard wel ding synbols.[ Shoring and tenporary braci ng nust be desi gned
and seal ed by a registered professional engineer and subnmtted for record
purposes[, with calculations,] as part of the drawings.] Cearly highlight
any deviations fromthe details shown on the contract draw ngs highlighted

on the fabrication drawi ngs. Explain the reasons for any deviations from
the contract draw ngs.

[1.5.3 Del egat ed Connecti on Design

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

NOTE: Include this paragraph when del egated design
is performed by the contractor.

Provi de connection | oads on the draw ngs and
i ndi cate whether the | oads are LRFD, ASD, or
Combined.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Design structural steel connection indicated in the contract docunents per
Al SC 303, Option 3, using the connection |oads indicated. Subnit design
cal culations for steel connections signed and seal ed by a registered

pr of essi onal engi neer.
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]1.5.4 Certifications

1

5.4.1 \Welding Procedures and Qualifications

Prior to welding, subnmt certification for each welder stating the type of
wel di ng and positions qualified for, the code and procedure qualified
under, date qualified, and the firmand individual certifying the
qualification tests.[ If the qualification date of the welder or welding
operator is nore than 6 nonths old, the welding operator's qualification
certificate nust be acconpanied by a current certificate by the wel der
attesting to the fact that he has been engaged in welding since the date of
certification, with no break in welding service greater than 6 nonths.]

Conformto all requirements specified in AWs D1.1/D1. 1M and AWS D1. 8/ D1. 8M
1.

NOTE: Include the foll owi ng paragraph when there is
a top running bridge crane in the project.

NAVI NST 11230. 1F refers to CMAA for new equi pnent
installation.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[1.5.4.2 Overhead, Top Running Crane Rail Beam

Submit witten field survey results for overhead, top running crane rai
beam verifying tol erance requirenents per CMAA 70

] PART 2 PRODUCTS

2.

2.

1 SYSTEM DESCRI PTI ON

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

NOTE: Check the design to ensure that adequate
supports at appropriate spaci ngs have been provi ded
for the installation of piping, expansion tanks,
unit heaters, suspended ceilings and sinilar itemns.

Consi der provisions for using self-1ocking nuts
where shock or vibration would be a probl em

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provide the structural steel system including [shop priner] [galvanizing],
conpl ete and ready for use. Provide structural steel systems including
design, materials, installation, workmanship, fabrication, assenbly,
erection, inspection, quality control, and testing in accordance with

Al SC 303, AISC 360, [AISC 341, ]J]UFC 3-301-01 and UFC 3-310-04 except as
modified in this contract.

2 STEEL

NOTE: Select nmaterials appropriate to the design and
del ete renmai ning naterial s.

Desi gner should require nmaterials, products, and

i nnovati ve construction nmethods and techni ques which
are environmental ly sensitive, take advantage of
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recycling and conserve natural resources.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkhkkkkkkkkkkkhkhhkhkkkkkkkkkkk

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhhkhhkhkkkkkkkkkk

NOTE: Designs requiring notch strength or
installation and operation at |low tenperatures wll
require special material selections. Notch strength
will be required based on design geonetry or for
dynami cal ly | oaded structures. Wen notch toughness
is required, the supplenentary requirenments of the
ASTM specification for the steel being considered
shoul d be revi ewed and the appropriate suppl ementary
requi renents (ASTM A6/ A6M specified. 1In designs
where the material will be exposed to tenperatures
bel ow freezi ng, check the nmaterial type against the
proposed anbi ent and worki ng tenperatures for
resistance to brittle fracture.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

2.2.1 Structural Steel

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: ASTM A992/ A992M covers W shapes (rolled w de
fl ange shapes) intended for use in building

fram ng. Specify ASTM A36 for S, M and HP shapes,
channel s, angl es, and pl ates.

Use materials with recycl ed content where
appropriate for use. Verify suitability,
availability within the region, cost effectiveness
and adequate conpetition (including verification of
bracket ed percentages included in this guide

speci fication) before specifying product recycled
content requirenents.

Where mnimuns are stated, research shows the
product is avail abl e anmong US national nanufacturers
above the mnimumrecycled content of the first
bracket. Sone nmanufacturers and regi ons have higher
percentages. |f desired, insert higher percentages
into the second set of brackets and delete the first
set of brackets. AISC 2017 white paper "Mre than
Recycl ed Content: The Sustai nabl e Characteristics of
Structural Steel" indicates that the industry
average recycled content is 93 percent.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Wde flange and WI' shapes, ASTM A992/ A992lV. Angles, Channels and PI at es,
ASTM A36/ A36N. Provide structural steel containing a mninum of
[801[___ ] percent recycled content. Subnit data identifying percentage
of recycled content for structural steel

2.2.2 Structural Steel Tubing

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: ASTM A500/ A500M tubing is available in G ades
A B, C and Dwith mninmumyield strengths of 230,
290, 317, and 250 MPa 33, 42, 46, and 36 ksi for
round structural tubing and 269, 317, 345, and 250
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MPa 39, 46, 50, and 36 ksi for square or rectangul ar
shaped structural tubing, respectively. ASTM

A500/ A500M t ubi ng may not be suitable for
dynami cal ly | oaded structures or applications
requiring notch strength.

ASTM A1085 provi des tighter shape tol erance over
ASTM A500 and mininmumyield strength of 345 MPa 50
ksi and a maxi numyield strength of 485 MPa 70 ksi
for all round, square and rectangul ar shapes. ASTM
A1085/ A1085M al so provi des standard requirenents for
charpy V-notch toughness.

Use materials with recycl ed content where
appropriate for use. Verify suitability,
availability within the region, cost effectiveness
and adequate conpetition (including verification of
bracket ed percentages included in this guide
specification) before specifying product recycled
content requirenents.

VWhere mnimuns are stated, research shows the
product is avail abl e anmong US national nanufacturers
above the m ninmumrecycled content of the first
bracket. Sonme manufacturers and regi ons have hi gher
percentages. |If desired, insert higher percentages
into the second set of brackets and delete the first
set of bracket. AISC 2017 white paper "Mre than
Recycl ed Content: The Sustai nable Characteristics of
Structural Steel" indicates that if the rolled coi
used to form HSS shapes is froma basic oxygen
furnace then the recycled content will be near 25
percent, but if the coil is froman electric arc
furnace then the recycled content will be in 90
percent to 100 percent range.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

ASTM A500/ A500V, Grade [B][___ ].[ ASTM A1085/ A1085N.] Provide
structural steel tubing containing a mnimmof [25][90][__ ] percent
recycled content. Submit data identifying percentage of recycled content
for structural steel tubing.

2.2.3 St eel Pipe

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: ASTM A53/ A53M pi pe, Type E
(Electric-resistance Wl ded) and Type S (Seanl ess),
Grade B, has a mnimumyield strength of 245 MPa 35
ksi and is available in the follow ng wei ght

classes: STD (Standard), XS (Extra Strong), and XXS
(Doubl e-extra Strong).

Use materials with recycl ed content where
appropriate for use. Verify suitability,
availability within the region, cost effectiveness
and adequate conpetition (including verification of
bracket ed percentages included in this guide

speci fication) before specifying product recycled
content requirenents.
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Wiere mininuns are stated, research shows the
product is avail able anong US national manufacturers
above the mnimumrecycled content of the first
bracket. Some manufacturers and regi ons have higher
percentages. |f desired, insert higher percentages

into the second set of brackets and delete the first
set of brackets.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkkkkx

*kkkkkkkkkkkkkkkkkkkkkk

ASTM A53/ A53N, Type E or S, Grade B, weight class [STD (Standard) or as
indicated] [ ]. Provide steel pipe containing a mninumof [50][_ ]

percent recycled content. Subnit data identifying percentage of recycled
content for steel pipe.

2.3 BOLTS, NUTS, AND WASHERS

Subnmit the certified manufacturer's mll reports which clearly show the
appl i cabl e ASTM nechani cal and chemical requirenents together with the
actual test results for the supplied fasteners.

2.3.1 Conmmon Grade Bolts

2.3.1.1 Bolts
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NOTE: Whien gal vani zi ng ASTM A307 bolts specify
either hot-dip process in ASTM F2329/ F2329M or
zinc-coated by the mechanical -deposition process in
accordance with ASTM B695, C ass 55.

*% *% *% *% *% *% *%

*% *% *% *% *% *%%

ASTM A307, Grade A, plain finish [hot di pped zinc coating][nmechanically
deposited zinc coating]. The bolt heads and the nuts of the supplied
fasteners must be marked with the manufacturer's identification mark, the
strength grade and type specified by ASTM specifications.

2.3.1.2 Nuts
ASTM A563ASTM A563l, G ade A, heavy hex style.

[2.3.1.3 Sel f-Locking Nuts

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: Drawi ngs or specifications should identify
where these itenms are used.

*% *% *% *% *% *% *% *%

*% *% *% *% *%%

Provide nuts with a locking pin set in the nut. The |ocking pin nust slide
along the bolt threads, and by reversing the direction of the |ocking pin,
the nut can be rempved without damaging the nut or bolt. Provide stainless
steel | ocking pins.

12.3.1.4  Washers

ASTM F844.
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2.3.2 H gh-Strength Bolts

Hi gh strength bolts and nuts nust be shipped together in the sanme shipping
container. Fasteners indicated to be gal vani zed shall be tested by the
supplier to show that the gal vanized nut with the supplied |ubricant
provided may be rotated fromthe snug tight condition well in excess of the
rotation required for pretentioned installation without stripping. The
supplier shall supply nuts that have been lubricated and tested with the
supplied bolts.

2.3.2.1 Bolts

NOTE: Do not gal vani ze Grade F2280 bolts.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

NOTE: Do not mix bolt Gade A325M A325 and G ade
A490M A490 on the sane dianmeter bolts in high
strength connections. The G ade A325M A325 and
Grade A490M A490 bolts specified are for a maxi mum
diameter of M36 1.5 inch. If larger bolts are
required, include the follow ng ASTM publications in
reference article:

ASTM A354 - Quenched and Tenpered Alloy Steel Bolts,
Studs, and Ot her Externally Threaded Fasteners

ASTM A449 - Quenched and Tenpered Steel Bolts and
Studs.

Type 1 bolts are carbon steel. Type 3 bolts are
weat hering steel.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

ASTM F3125/ F3125N, Grade A325M A325 [ A490M A490], Type 1 [3] Heavy Hex Head
Style, plain finish [hot dipped zinc coating][nechanically deposited zinc
coating].

2.3.2.2 Nuts

ASTM A563N ASTM A563, Grade and Style as specified in the applicable ASTM
bolt standard.

2.3.2.3 Di rect Tension |Indicator Washers

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: If direct tension indicator washers are not
used then tension control bolts are required per UFC
3-301-01. Use the Tension Control Bolts paragraph
and del ete the BOLTS, NUTS AND DI RECT TENSI ON

| NDI CATOR WASHERS par agr aph.

I ncl ude bracketed phrase if tension indicator
washers are to be gal vani zed.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

ASTM F959/ FO59N. [ Provi de ASTM B695, O ass 55, Type 1 gal vani zi ng. ]
Submit product data for direct tension indicator washers.
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2.3.2.4 Washers
ASTM F436/ F436N, plain carbon steel.

2.3.3 Tensi on Control Bolts

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: Use Grade F1852 where high strength bolts
(AISC Goup A) with a mininmmtension strength of
120 ksi are required. Use Grade F2280 where high
strength bolts (AISC Group B) with a mninumtension
strength of 150 ksi are required. G ade F2280
tension control bolts only have a plain assenbly
finish.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

ASTM F3125/ F3125N, Grade [F1852][ F2280], Type 1, twistoff style assenblies
consisting of steel structural bolts with splined ends, heavy-hex carbon
steel nuts, and hardened carbon steel washers. Assenbly finish nust be

[plain][nmechanical ly deposited zinc coating]. Submit product data for
tension control bolts.

2.3. 4 Foundati on Anchor age

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: For nost jobs, ASTM F1554 36 ksi anchor rods

are used. If high tensile | oads are antici pated,
consi der the use of 55 ksi or 105 ksi ASTM F1554
anchor rods. |If stainless steel is considered,

select frommaterial in ASTM A193/ A193M

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

2.3.4.1 Anchor Rods

ASTM F1554 G 36 [55][105], O ass 1A[2A].[ Stainless steel ASTM A193/ A193N.]
2.3.4.2 Anchor Nuts

ASTM A563 ASTM A563N, Grade A, hex style.[ Stainless steel ASTM A193/ A193MN.]
2.3.4.3 Anchor Washers

ASTM F844.[ Stainless steel [Type 304][ Type 316] conforning to
ASTM A276/ A276N.]

2.3.4.4 Anchor Pl ate Washers

ASTM A36/ A36N Stainless steel [Type 304][ Type 316] confornming to
ASTM A276/ A276MN].

2.4 STRUCTURAL STEEL ACCESSORI ES

2.4.1 Wel di ng El ectrodes and Rods

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: I nclude AWS D1.8/D1. 8M when required for
seismic resisting systens.

*% *% *% *% *% *% *% *% *% *% *%%
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AWS D1.1/D1. 1M and AWS D1.8/D1.8M . Subnmit product data for welding
el ectrodes and rods.

2.4.2 Non- Shri nk G out

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Sone nonshrink grouts derive their nonshrink
properties froman increase in volune of metal due
to oxidation. Were oxidation is not desired for
appear ance sake, specify nonnetallic grout.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

ASTM C1107/ C1107V, with no ASTM C827/C827N shrinkage.[ G out nust be
nonmetallic.] Subnmit product data for non-shrink grout.

2.4.3 Wl ded Shear Stud Connectors
ASTM A29/ A29V, Grades 1010 through 1020. AWS D1.1/D1.1N, Table 7.1, Type B
[2.4.4 Pins and Rollers
ASTM A668/ A668N, Class C, D, F, or G ASTM A108, Grades 1016 to 1030.
Provide as specified in AASHTO LRFD, Section 6.4.2, except provide pins in
Il engths to extend a m ninmumof 6 nm 0.25 inch beyond the outside faces of

the connected parts.

1[2.5 GALVANIZING

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Most structural steel is painted. |If

gal vani zed itens are required, they must be

i ndi cated or specified. The galvanizing specified
is by the hot-dip process. This process requires

| arge anpbunts of energy and unevenly heats stee
sections that are either large or thick

occasi onal ly warping the steel sections. Using zinc
coating by thermal spraying (netallizing) as an
alternative to hot-dip gal vani zi ng shoul d be
considered for certain steel sections. Consult the
foll owi ng Anerican Wel di ng Soci ety (AWS)
publications for further information:

TS-85 - Thermal Spraying - Practice, Theories, and
Application

C2.2-67 - Recomended Practices for Metallizing with
Al umi num and Zinc for Protection of Iron and Steel

*% *% *% *% *% *% *% *% *% *% *% *% *%%

ASTM F2329/ F2329lv, ASTM F1136/ F1136l, ASTM F2833 or ASTM B695 for threaded
parts or ASTM A123/ A123N for structural steel nenmbers, as applicable,
unl ess specified otherw se gal vanize after fabrication where practicabl e.

12.6 FABRICATION
Fabrication rmust be in accordance with the applicable provisions of Al SC 325.

Fabrication and assenbly rmust be done in the shop to the greatest extent
possi bl e. Punch, subpunch and ream or drill bolt [and pin] holes
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per pendi cul ar to the surface of the nenber.

Conpressi on joints depending on contact bearing nust have a surface
roughness not in excess of 13 micrometer 500 micro inch as determ ned by
ASME B46. 1, and ends nust be square within the tolerances for nmilled ends
specified in ASTM A6/ A6N

Shop splices of nmenbers between field splices will be pernmitted only where
i ndi cated on the Contract Drawings. Splices not indicated require the
approval of the Contracting Oficer

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include the foll owi ng paragraph where there
are truss chord splices on the project.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

[ Do not splice truss top and bottom chords except as approved by the
Contracting Officer. Provide chord splices at panel joints at
approximately the third point of the span. The center of gravity |ines of
truss nenbers nust intersect at panel points unless otherw se approved by
the Contracting Oficer. Wen the center of gravity lines do not intersect
at a panel point, make provisions for the stresses due to eccentricity.
Canber of trusses nust be 3 mm 1/8 inch in 3.048 neters 10 feet unl ess
ot herwi se indicat ed.

]2.6.1 Markings

Prior to erection, identify menbers by a painted erection mark. Connecting
parts assenbled in the shop for reaming holes in field connections nust be
mat ch marked with scratch and notch narks. Do not |ocate erection markings
on areas to be welded. Do not |ocate nmatch markings in areas that wll
decrease nenber strength or cause stress concentrations.[ Affix enbossed
tags to hot-di pped gal vani zed menbers. ]

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: SPE-P1 is for enclosed paint shop, SPE-P2 is
for an outside but covered paint shop and SPE-P3 is
for an outside paint shop. There are other paint
shop qualification including NACE and SSPC whi ch
exceed Al SC pai nt endorsenents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

2.6.2 Shop Pri ner

SSPC Paint 20 or SSPC Paint 29, (zinc rich primer). Shop prinme structura
steel, except as nodified herein, in accordance with SSPC PA 1. Do not
prinme steel surfaces enbedded in concrete, galvanized surfaces,[ surfaces
to receive sprayed-on fireproofing,][ surfaces to receive epoxy coatings,]]|
surfaces designed as part of a conposite steel concrete section,] or
surfaces within 13 mm 0.5 inch of the toe of the welds prior to welding
(except surfaces on which nmetal decking and shear studs are to be wel ded).
If flash rusting occurs, re-clean the surface prior to application of
prinmer. Apply primer [in accordance w th endorsenent

" SPE- P1"[ " SPE-P2"]["SPE-P3"] of AISC 420 or approved equal NACE or SSPC
certification] [__ Jto a mnimumdry filmthickness of 0.05 Mm 2.0 m|.
Submit shop priner product data.

Prime slip critical surfaces with a Cass B coating in accordance with
Al SC 325. Submit test report for O ass B coating.
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Prior to assenmbly, prinme surfaces which will be conceal ed or inaccessible
after assenbly. Do not apply prinmer in foggy or rainy weather; when the
anbi ent tenperature is below 7 degrees C or over 35 degrees C 45 degrees F
or over 95 degrees F; or when the prinmer may be exposed to tenperatures
bel ow 4 degrees C 40 degrees F within 48 hours after application, unless
approved otherwi se by the Contracting Oficer. Repair danmaged prined
surfaces with an additional coat of prinmer.

2.6.2.1 Cleaning

SSPC SP 6/ NACE No. 3, except steel exposed in spaces above ceilings, attic
spaces, furred spaces, and chases that will be hidden to view in finished
construction may be cleaned to SSPC SP 3 when reconmended by the shop
primer manufacturer. Mintain steel surfaces free fromrust, dirt, oil,
grease, and other contanminants through final assenbly.

[2.6.3 [ Fireproofing] [and] [Epoxy] Coated Surfaces
Clean and prepare surfaces to receive [sprayed-on fireproofing] [epoxy]
coatings in accordance with the manufacturer's reconmendati ons, and as
specified in Section 07 81 00 SPRAY- APPLI ED FI REPROCFI NG

I 2.6.4 Surface Finishes
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NOTE: AISC states "finished" surfaces, where
identified, should have a naxi mum roughness of 500.
For pins and bearing surfaces, a maxi num roughness
of 125, in lieu of 500, is reconmended.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

ASME B46. 1 maxi num surface roughness of 125 for pin, pinholes, and sliding
bearings, unless indicated otherw se.

12.7 DRAI NAGE HOLES
Drill adequate drainage holes to elimnate water traps. Hole dianeter nust
be 13 mMqm 1/ 2 inch and location indicated on the detail draw ngs. Hole size
and | ocations nust not affect the structural integrity.

PART 3 EXECUTI ON

3.1 ERECTION
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NOTE: For lowrise structural steel buildings,
design the structure to be erected in accordance
wi th Al SC DESI GN GUI DE 10.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

a. FErection of structural steel, except as indicated in itemb. bel ow
nmust be in accordance with the applicable provisions of Al SC 325,
Al SC 303 and 29 CFR Part 1926, Subpart R

b. For lowrise structural steel buildings (18 m60 feet tall or less and

a maxi mum of 2 stories), erect the structure in accordance wth
Al SC DESI GN GUI DE 10.
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After final positioning of steel nenbers, provide full bearing under base
pl ates and bearing plates using nonshrink grout. Place nonshrink grout in
accordance with the manufacturer's instructions.

101 STORAGE

Store the material out of contact with the ground in such nmanner and
| ocation as to mninize deterioration.

.2 CONNECTIONS

Except as nodified in this section, design connections indicated in
accordance with Al SC 360. Build connections into existing work. Do not
tighten anchor bolts set in concrete with inpact torque wenches. Holes
must not be cut or enlarged by burning. Bolts, nuts, and washers nust be
clean of dirt and rust, and lubricated imediately prior to installation

. 2.1 Conmon Grade Bolts

Tighten ASTM A307 bolts to a "snug tight" fit. "Snug tight" is the
tightness that exists when plies in a joint are in firmcontact. |If firm
contact of joint plies cannot be obtained with a few inpacts of an inpact
wench, or the full effort of a nan using a spud wench, contact the
Contracting O ficer for further instructions.

.2.2 Hi gh-Strength Bolts

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: |If only tension control bolts are used,
del ete this paragraph

*% *% *% *% *% *% *% *% *%%

Provide direct tension indicator washers in all ASTM F3125/F3125VN, G ade
A325M A325 and Grade A490M A490 bolted connections. Bolts nust be
installed in connection holes and initially brought to a snug tight fit.
After the initial tightening procedure, fully tension bolts, progressing
fromthe nost rigid part of a connection to the free edges.

Fast ener components shall be protected fromdirt and noisture in closed
containers at the site of the installation. Fastener conponents that are
not incorporated into the work shall be returned to protected storage at
the end of the work shift.

.2.2.1 Installation of Direct Tension Indicator Washers (DTIW

Where possible, install the DTIWunder the bolt head and tighten the nut.
If the DTIWis installed adjacent to the turned el enent, provide a flat
washer between the DTIWand nut when the nut is turned for tightening, and
bet ween the DTIWand bolt head when the bolt head is turned for
tightening. In addition to the LIW provide flat washers under both the
bolt head and nut when ASTM F3125/ F3125N, G ade A490M A490 bolts are used.

. 2.3 Tensi on Control Bolts
Bolts nmust be installed in connection holes and initially brought to a snug

tight fit. After the initial tightening procedure, fully tension bolts
progressing fromthe nmost rigid part of a connection to the free edges.
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3.3 GAS CUTTI NG

Use of gas-cutting torch in the field for correcting fabrication errors is
not permtted on any nmajor nenber in the structural framing. Use of a gas
cutting torch will be pernmtted on m nor nmenbers not under stress only
after approval has been obtained fromthe Contracting Oficer.

3.4 WELDING
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NOTE: Include AWS D1.8/D1. 8M when required for
seism c resisting systens.

*% *% *% *% *% *% *% *% *% *% *%%

Wl di ng nmust be in accordance with AW5S D1.1/D1. 1M and AWS D1. 8/ D1. 8V . [
Gind exposed welds smooth as indicated.] Provide AWS D1.1/D1.1N qualified
wel ders, wel di ng operators, and tackers.

Devel op and submit the Welding Procedure Specifications (WS) for al
wel di ng, including welding done using prequalified procedures. Subnmit for
approval all WPS, whether prequalified or qualified by testing.

3.4.1 Removal of Tenporary Welds, Run-Of Plates, and Backing Strips

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include |ast bracketed statenment where
required by prequalified connection requirenments in
Al SC 358

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ Renmoval is not required][Renove only fromfinished areas].[ Renove
backing strips frombottom fl ange of nonment connections, backgouge the root
pass to sound weld netal and reinforce with a 8 mrmm5/16 inch fillet weld
minimum.]

3.5 SHOP PRI MER REPAI R

Repair shop primer in accordance with the paint nmanufacturer's
recommendati on for surfaces damaged by handling, transporting, cutting,
wel di ng, or bol ting.

3.5.1 Field Primng
Field prime steel exposed to the weather, or located in building areas
wi t hout HVAC for control of relative humidity. After erection, the field
bolt heads and nuts, field welds, and any abrasions in the shop coat nust

be cleaned and primed with paint of the same quality as that used for the
shop coat.

[3.6  GALVAN ZI NG REPAI R
Repair damage to gal vani zed coati ngs using ASTM A780/ A780N zinc rich paint
for gal vani zi ng damaged by handling, transporting, cutting, welding, or
bolting. Do not heat surfaces to which repair paint has been applied.

13.7 FI ELD QUALI TY CONTROL
Performfield tests, and provide |abor, equipnent, and incidentals required

for testing[, except that electric power for field tests will be furnished
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as set forth in Division 1]. Notify the Contracting Oficer in witing of
defective welds, bolts, nuts, and washers within 7 working days of the date
of the inspection

7.1 Welds
.7.1.1 Vi sual | nspection

AWS D1.1/D1.1N. Furnish the services of AWs-certified welding inspectors
for fabrication and erection inspection and testing and verification
inspections. A Certified Welding |Inspector nust performvisual inspection
on 100 percent of all welds. Docunent this inspection in the Visual Wld
I nspection Log. Submit certificates indicating that certified welding

i nspectors neet the requirenents of AWS QCl.

I nspect proper preparation, size, gaging |location, and acceptability of al
wel ds; identification marking; operation and current characteristics of
wel di ng sets in use.

13.7.1.2 Nondestructive Testing
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NOTE: Indicate the location of test welds and types
of testing desired. The following information is
presented as gui dance. Dye penetrant testing
detects small surface defects by enhancing the
visibility of the flaw. Magnetic particle testing
detects surface cracks and near-surface cracks; this
test provides nore information than the dye
penetrant testing, and for approxi mately the sane
cost. Utrasonic testing detect surface and

i nternal cracks, delaninations, |ack of fusion, and
density and thickness variations. GCenerally, fillet
wel ds can only be dye penetrant or magnetic particle
tested. Al conplete penetration welds should be
ultrasonically tested. See AWS D1.1/D1.1M for other
nmet hods of NDT that can be used for testing welds.

I ncl ude AWS D1. 8/ D1. 8M when required for seisnic
resisting systens.

AWS D1.1 does not require any NDT ot her than visua
i nspection unless specified by the Engi neer. AWS
Dl1.8 specifically required NDT for seismc
connections. The engi neer nust specify which welds
require inspection.

For statically |oaded welds test per Table 6.2 of
AWS D1.1. For cyclically |oaded welds test per
Table 6.3 of AWS D1.1. \Were welds are subjected to
cyclic loading identify themon the construction
documents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Nondestructive testing nust be in accordance with AWS D1.1/D1. 1V and

AWS D1.8/D1.8NM . Utrasonic testing nust be performed in accordance with
Table [6.2] [or 6.3] of AWS D1.1/D1.1N. Test |ocations nust be [as

i ndi cated] [sel ected by the Contracting Officer]. Al personnel perforning
NDT nust be certified in accordance with ANSI/ASNT CP-189 in the method of
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testing being perforned. Submt certificates showi ng conpliance with
ANS| / ASNT CP-189 for all NDT technicians. |If more than [20] [___ ]
percent of welds nmade by a welder contain defects identified by testing,

then all
testing,

groove wel ds nmade by that wel der nmust be tested by ultrasonic
and al |

fillet welds made by that wel der nust be inspected by

magnetic particle testing (Ml or dye penetrant testing (PT) as approved by
the Contracting O ficer. Wen groove welds made by an individual wel der
are required to be tested, magnetic particle or dye penetrant testing may
be used only in areas inaccessible to ultrasonic testing. Retest all
repaired areas.

Submit weld inspection reports.

Testing frequency: Provide the follow ng types and nunber of tests:

Test Type Nunber of Tests
Ultrasonic [ 150 percent of CIP Welds
Magnetic Particle [ 150 percent of PJP and
Fillet Welds
Dye Penetrant [ 150 percent of PJP and
Fillet Welds
L] L]
NOTE: |If only tension control bolts are used,

del ete this paragraph
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3.7. 2 Direct Tension |Indicator Washers

3.7.2.1 Direct Tension |Indicator Washer Conpression

Test direct tension indicator washers in place to verify that they have
been conpressed sufficiently to provide the 0.38 nm 0.015 i nch gap, as
required by ASTM F959/F959N. Subnit direct tension indicator washer

i nspection reports.

[3.7.2.2

Direct Tension |Indicator Gaps

*kkkkkkkkkkkkkk

*kkkkkk

NOTE:
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Use this paragraph on | arge conpl ex

structural steel systens or on jobs where nmininal on
site inspection is expected.

*kkkkkkkkkkkkkkkkkkkkkkk
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In addition to the above testing, an independent testing agency as approved
by the Contracting Officer, nust test in place the direct tension indicator
gaps on 20 percent of the installed direct tension indicator washers to
verify that the ASTM F959/ F959N direct tension indicator gaps have been

If more than 10 percent of the direct tension indicators tested
have not been conpressed sufficiently to provide the average gaps required
by ASTM F959/ F959l, test all in place direct tension indicator washers to
verify that the ASTM F959/ F959N direct tension indicator gaps have been

achi eved.

achi eved.

Test

| ocations nust be selected by the Contracting Oficer
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13.7.3 H gh-Strength Bolts
3.7.3.1 Testing Bolt, Nut, and Washer Assenblies

Test a mninmumof [3] [__ ] bolt, nut, and washer assenblies from each
mll certificate batch in a tension neasuring device at the job site prior
to the beginning of bolting start-up. Denonstrate that the bolts and nuts,
when used together, can devel op tension not |ess than the provisions
specified in Al SC 360, depending on bolt size and grade. The bolt tension
must be devel oped by tightening the nut. A representative of the

manuf acturer or supplier nust be present to ensure that the fasteners are
properly used, and to denonstrate that the fastener assenblies supplied
satisfy the specified requirenents. Subnmt bolt testing reports.

3.7.3.2 Inspection

I nspection procedures nust be in accordance with Al SC 360. Confirm and
report to the Contracting Oficer that the materials neet the project
specification and that they are properly stored. Confirmthat the faying
surfaces have been properly prepared before the connections are assenbl ed.
ohserve the specified job site testing and calibration, and confirmthat
the procedure to be used provides the required tension. NMonitor the work
to ensure the testing procedures are routinely followed on joints that are
specified to be fully tensioned.

[ I'nspect calibration of torque wenches for high-strength bolts.
13.7.3.3 Testing

The Governnment has the option to perform nondestructive tests on [5]
[ ] percent of the installed bolts to verify conpliance with pre-|oad
bolt tension requirenents. Provide the required access for the Governnent
to performthe tests. The nondestructive testing will be done in-place
usi ng an ultrasoni c neasuring device or any other device capabl e of
determning in-place pre-load bolt tension. The test |ocations nust be
sel ected by the Contracting Oficer. If nore than [10] [__ ] percent of
the bolts tested contain defects identified by testing, then all bolts used
fromthe batch fromwhich the tested bolts were taken, nust be tested at
the Contractor's expense. Retest new bolts after installation at the
Contractor's expense.

[3.7.4 Testing for Enbrittl enent

ASTM A143/ A143N for steel products hot-dip galvanized after fabrication
Submit enmbrittlement test reports.

13.7.5 I nspection and Testing of Steel Stud Wl ding

Performverification inspection and testing of steel stud welding
conformng to the requirenments of AWS D1.1/D1. 1V, Stud Welding C ause. The
Contracting Oficer will serve as the verification inspector. Bend test
studs that do not show a full 360 degree weld flash or have been repaired
by wel ding as required by AW D1.1/D1. 1V, Stud Welding O ause. Studs that
crack under testing in the weld, base netal or shank will be rejected and
repl aced by the Contractor at no additional cost.

-- End of Section --
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