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SECTI ON 07 92 00

JOA NT SEALANTS
08/16

NOTE: This gui de specification covers the
requi renents for sealants for normal building
construction.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR).

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: This guide specification nust be carefully
nodified if resealing or sealing of an addition to
an existing building is required or if conditions
requi re use of special sealing materials and designs
such as high-rise curtain wall systens.

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: On the draw ngs, show

1. Joints in which each type of sealant will be
used.

2. Typical scale or full-size details of seal ant
joints, indicating joint synmbol or designation

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk
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PART 1 GENERAL

1.1 REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi c designation only.

ASTM | NTERNATI ONAL ( ASTM

ASTM C1193 (2013) Standard Guide for Use of Joint
Sealants
ASTM C1311 (2014) Standard Specification for Sol vent

Rel ease Agents

ASTM C1521 (2013) Standard Practice for Evaluating
Adhesion of Installed Wat herproofing
Seal ant Joints

ASTM C509 (2006; R 2015) El astomeric Cellular
Preformed Gasket and Sealing Materi al

ASTM C734 (2015) Low Tenperature Flexibility of
Latex Seal ants After Artificial Wathering

ASTM C834 (2017) Standard Specification for Latex
Sealants

ASTM C919 (2012; R 2017) Standard Practice for Use
of Seal ants in Acoustical Applications

ASTM C920 (2018) Standard Specification for
El astomeric Joi nt Seal ants

ASTM D1056 (2014) Standard Specification for Flexible
Cellular Materials - Sponge or Expanded
Rubber
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1.

ASTM D1667 (2017) Standard Specification for Flexible
Cellular Materials - Poly (Vinyl Chloride)
Foam (C osed-Cel I)

ASTM D217 (2017) Standard Test Methods for Cone
Penetration of Lubricating G ease

ASTM D2452 (2015) Standard Test Method for
Extrudability of Ql- and Resin-Base
Caul ki ng Comnpounds

ASTM D2453 (2015) Standard Test Method for Shrinkage
and Tenacity of G l- and Resin-Base
Caul ki ng Conpounds

ASTM E84 (2018) Standard Test Method for Surface
Burni ng Characteristics of Building
Materials

CALI FORNI A DEPARTMENT OF PUBLI C HEALTH ( CDPH)
CDPH SECTI ON 01350 (2010; Version 1.1) Standard Method for
the Testing and Eval uation of Volatile
Organi ¢ Chemi cal Em ssions from | ndoor
Sour ces using Environmental Chanbers
SCI ENTI FI C CERTI FI CATI ON SYSTEMS ( SCS)
SCS SCS d obal Services (SCS) | ndoor Advantage
SOUTH COAST Al R QUALI TY MANAGEMENT DI STRI CT ( SCAQWD)
SCAQVD Rul e 1168 (2017) Adhesive and Seal ant Applications
UNDERWRI TERS LABORATORI ES (UL)
UL 2818 (2013) GREENGUARD Certification Program
For Chenical Emi ssions For Buil ding

Materi al s, Finishes And Furni shings

2 SUBMITTALS

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a "G' to an item if the submttal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
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projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTI NG. Locate the "S" submittal
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

Government approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval . ][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance with Section 01 33 29

SUSTAI NABI LI TY REPCRTI NG. Submit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:

SD- 03 Product Data

Seal ants; C[, [____ ]
Primers; C[, [____ 1]

Bond Breakers; C[, [____ ]]
Backstops; C[, [____ 1]

SD-06 Test Reports
Field Adhesion; C[, [___ 1]
SD-07 Certificates
Indoor Air Quality For Interior Sealants; S
Indoor Air Quality For Interior Floor Joint Sealants; S
Indoor Air Quality For Interior Acoustical Sealants; S

Indoor Air Quality For Interior Caul king;, S
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1

3 PRODUCT DATA

I nclude storage requirenents, shelf life, curing time, instructions for
nm xi ng and application, and accessories. Provide manufacturer's Safety
Dat a Sheets (SDS) for each solvent, priner and seal ant material proposed.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

NOTE: Include the followi ng section where these
products are used on the interior of the building
(defined as inside of the weatherproofing systen).

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[1.4 CERTIFICATIONS

1

4.1 I ndoor Air Quality Certifications

Submit required indoor air quality certifications in one submttal package.

.4.1.1 Adhesi ves and Seal ants

Provi de products certified to neet indoor air quality requirements by

UL 2818 (Greenguard) Gold, SCS d obal Services Indoor Advantage Gold or
provide certification or validation by other third-party programthat
products neet the requirenents of this Section. Provide current product
certification docunmentation fromcertification body.. Wen product does
not have certification, provide validation that product nmeets the indoor
air quality product requirenents cited herein.

]11.5 ENVI RONMENTAL CONDI Tl ONS

1

Apply seal ant when the anbient tenperature is between 4 and 32 degrees C 40
and 90 degrees F.

6 DELI VERY AND STORAGE

Deliver materials to the jobsite in unopened manufacturers' seal ed shipping
contai ners, with brand name, date of manufacture, [color,] and materi al
designation clearly marked thereon. Label elastomeric seal ant containers
to identify type, class, grade, and use. Handle and store materials in
accordance with manufacturer's printed instructions. Prevent exposure to
foreign materials or subjection to sustained tenperatures exceeding 32
degrees C 90 degrees F or lower than 4 degrees C 0 degrees F. Keep
materials and containers closed and separated from absorptive materials
such as wood and insul ati on.

LT QUALI TY ASSURANCE

. 7.1 Conmpatibility with Substrate

Verify that each sealant is conpatible for use with each joint substrate in
accordance with seal ant manufacturer's printed reconmendati ons for each
application

.7.2 Joi nt Tol erance

Provide joint tolerances in accordance with nmanufacturer's printed
instructions.
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1.7.3 Mock-Up
Provi de a nock-up of each type of sealant using materials, colors, and
techni ques approved for use on the project. Approved nock-ups may be
i ncorporated into the Wrk.

1.7.4 Adhesion
Provide in accordance with ASTM C1193 or ASTM C1521

PART 2 PRODUCTS

2.1 SEALANTS

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

NOTE: Use Latex Seal ant (ASTM C834) for tenporary,
| ow budget construction but verify toxicity of
products prior to specifying; interior sealing of
joints in wood or nasonry, or in short joints

bet ween masonry, wood, or netal surfaces where

maxi mum novenent is anticipated not to exceed 15
percent of joint width.

Use el astoneric Seal ants (ASTM C920) for interior
and exterior applications where maxi num j oi nt
noverment is anticipated to be between 25 and 50
percent of joint width.

Chemically curing sealants should not be used

adj acent to or above nenbrane surfaces of asphaltic
or bitunminous materials; a sealant based on asphalt
or bitunminous materials simlar to those in the
menbr ane shoul d be used.

Since all sealants neeting this specification are
not suitable for all applications and substrates,
specify applicable type, grade, class, and use(s)
for each intended purpose:

Type S: Single conmponent

Type M Ml ti-conponent

Grade P: Pourable or self-leveling sealant for
hori zontal applications

Grade NS: Nonsag for vertical applications

Class 25: Wthstands i ncrease and decrease of at
| east 25 percent of joint wdth

Class 12.5: Wthstands increase and decrease of at
| east 12.5 percent of joint width

Use T: Pedestrian and vehicular traffic areas such
as wal kways, plazas, decks, and parking garages

Use NT: Non-traffic areas, horizontal and vertica
surfaces
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Use M Meets this specification when tested on
mortar

Use G Meets this specification when tested on gl ass

Use A: Meets this specification when tested on
aluminum

Use O Meets this specification when tested on
substrates other than above. Specify substrate
types in project specification.

*% *% *% *% *% *% *% *% *% *% *%

Provi de seal ant products that have been tested, found suitable, and
docunented as such by the manufacturer for the particular substrates to
which they will be applied.

1.1 Interior Seal ants

Provide[ = ASTM C834][ ASTM C920, Type S or M Gade NS, Cass 12.5, Use

NT]. Provide sealant products used on the interior of the building
(defined as inside of the weatherproofing system) neeting either em ssions
requirenents of CDPH SECTION 01350 (limt requirenents for either office or
cl assroom spaces regardl ess of space type) or VOC content requirenents of
SCAQWD Rul e 1168. Provide certification or validation of indoor air
quality for interior sealants. Location(s) and color(s) of sealant for the
following. Note, color "as selected" refers to manufacturer's full range
of col or options

LOCATION COLOR

a. Snall voids between walls or partitions and adjacent | ockers, [As sel ected]
casewor k, shelving, door frames, built-in or surface nounted [Gay] [Wite]
equi pnent and fixtures, and simlar itens.

b. Perineter of frames at doors, w ndows, and access panels which

adj oi n exposed interior concrete and masonry surfaces.

c. Joints of interior masonry walls and partitions which adjoin

colums, pilasters, concrete walls, and exterior walls unless

ot herwi se detail ed.

d. Joints between edge nenbers for acoustical tile and adjoining

vertical surfaces.

e. Interior locations, not otherwi se indicated or specified, where

smal | voids exist between nmaterials specified to be painted.

f. Joints between bathtubs and ceramc tile; joints between shower

receptors and ceramc tile; joints formed where non-planar tile

surfaces neet.

SECTI ON 07 92 00 Page 9




LOCATION COLOR
g. Joints formed between tile floors and tile base cove; joints

between tile and dissinmlar materials; joints occurring where

substrates change.

h. Behind escutcheon plates at val ve pipe penetrations and

shower heads in showers.

o] L]

2.1.2 Exteri or Seal ants

For joints in vertical surfaces, provide ASTM C920, Type S or M Grade NS,
Class 25, Use NT. For joints in horizontal surfaces, provide ASTM C920,
Type Sor M Gade P, dass 25, Use T. Provide location(s) and col or(s) of
sealant as follows. Note, color "as selected" refers to manufacturer's
full range of col or options:

LOCATION COLOR

a. Joints and recesses formed where franes [ Mat ch adj acent
and subsills of w ndows, doors, |ouvers, and |surface col or]
vents adjoin nmasonry, concrete, or netal [As sel ected]
frames. Use sealant at both exterior and [Gay] [Wite]
interior surfaces of exterior wall
penetrations.

b. Joints between new and exi sting exterior
masonry wal |l s.

c. Masonry joints where shelf angles occur.

d. Joints in wash surfaces of stonework.

e. Expansion and control joints.

00 0L

f. Interior face of expansion joints in
exterior concrete or masonry walls where
met al expansion joint covers are not
required.

g. Voids where itens pass through exterior
walls.

I

I

nserted into masonry joints, and where

h. Metal reglets, where flashing is
i
flashing is penetrated by copi ng dowel s.
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LOCATION COLOR

i. Metal-to-netal joints where sealant is

i ndi cated or specified.

j. Joints between ends of gravel stops,

fasciae, copings, and adjacent walls

ke [ L1

2.1.3 Fl oor Joint Seal ants
ASTM C920, Type Sor M Gade P, Cass 25, Use T. Provide sealant products
used on the interior of the building (defined as inside of the
weat her proofi ng systen) neeting either enissions requirements of
CDPH SECTI ON 01350 (limt requirenents for either office or classroom
spaces regardl ess of space type) or VOC content requirenents of
SCAQWD Rul e 1168. Provide certification or validation of indoor air
quality for interior floor joint sealants. Provide |ocation(s) and
color(s) of sealant as follows. Note, color "as selected" refers to
manufacturer's full range of col or options:

LOCATION COLOR

a. Seats of metal thresholds for exterior [As selected] [Gay]

doors. [White] [___ 1]

b. Control and expansion joints in floors,

slabs, ceramic tile, and wal kways.

2.

1.4 Acousti cal Seal ants

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhhhkhhkkkkkkkkkkik

NOTE: See ASTM C919 for use of acoustical seal ant.
The acoustical seal ant described here is to be used
only in non-noving joints protected from abuse.

O her specified sealants nay be used in acoustical
appl i cati ons when appropriate.

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

[ ] Rubber or polyner based acoustical sealant in accordance with

ASTM C919 to have a flane spread of 25 or |ess and a snoke devel oped rating
of 50 or less when tested in accordance with ASTM E84. Provide
non-stai ni ng acoustical sealant with a consistency of 250 to 310 when
tested in accordance with ASTM D217. Acoustical seal ant nust remain

fl exi bl e and adhesive after 500 hours of accel erated weat hering as
specified in ASTM C734. Provide seal ant products used on the interior of
the building (defined as inside of the weatherproofing systen) neeting
either em ssions requirenments of CDPH SECTION 01350 (limt requirenents for
either office or classroom spaces regardl ess of space type) or VOC content
requi renents of SCAQWD Rule 1168. Provide certification or validation of

i ndoor air quality for interior acoustical sealants.

SECTION 07 92 00 Page 11



2.1.5 Pref ormed Seal ants
Provi de preformed seal ants of pol ybutyl ene or isoprene-butyl ene based
pressure sensitive weather resistant tape or bead seal ants capabl e of
seal i ng out noisture, air and dust when installed as recommended by the
manuf acturer. At tenperatures frommnus 34 to plus 71 degrees C 30 to
pl us 160 degrees F, seal ants nust be non-bl eedi ng and have no | oss of
adhesion.

2.1.5.1 Tape
[ ] Tape sealant: Provide cross section dinensions of |

2.1.5.2 Bead
[ ] Bead sealant: Provide cross section dinmensions of [

2.1.5.3 Foam Strip

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkkkkhkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Untreated pol yurethane foam can be used where
exposed to view or where staining of adjacent
surfaces is not acceptable.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provide [ ] foamstrip of polyurethane foamw th cross section
dinensions of [__ ]. Provide foamstrip capable of sealing out noisture,
air, and dust when installed and conpressed in accordance with

manuf acturer's printed instructions. Service tenperature nmust be mnus 40
to plus 135 degrees C mnus 40 to plus 275 degrees F. Furnish untreated
strips with adhesive to hold themin place. Do not all ow adhesive to stain
or bleed onto adjacent finishes. Saturate treated strips with butylene

wat er proofing or inpregnate with asphalt.

2.2 PRIMERS

Non- st ai ning, quick drying type and consi stency as reconmended by the

seal ant manufacturer for the particular application. Provide primers for
interior applications that nmeet the indoor air quality requirenents of the
par agr aph SEALANTS above.

2.3 BOND BREAKERS

Type and consi stency as recomrended by the seal ant manufacturer to prevent
adhesi on of the sealant to the backing or to the bottomof the joint.
Provi de bond breakers for interior applications that nmeet the indoor air
quality requirements of the paragraph SEALANTS above

2.4 BACKSTOPS

Provi de glass fiber roving, neoprene, butyl, polyurethane, or polyethyl ene
foans free fromoil or other staining elenments as recommended by seal ant
manuf acturer. Provide 25 to 33 percent oversized backing for closed cel
and 40 to 50 percent oversized backing for open cell material, unless
otherw se indicated. Provide backstop nmaterial that is conpatible with
sealant. Do not use oakuni, | ]] or other types of absorptive
material s as backst ops.
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2.

4.1 Rubber

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Cass A is adequate for nost applications.
Select Class B for petroleumoil or fuel resistance.
Select Class D for tenperatures of mnus 75 to 175
degrees C mnus 103 to 347 degrees F with no oil
exposure.

Specify Type 2 closed cell when noisture nay mgrate
to the backing.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provide in accordance with ASTM D1056, [Type 1, open cell,] [or] [Type 2,

closed cell,] Cass [A]l [B] [D, Gade [___ 1, [round] [___ ] cross
section for [__ ] cellular rubber sponge backing.
4.2 PVC
NOTE: Do not use open cell vinyl foamin noist
areas or bel ow grade.
Provide in accordance with ASTM D1667, Grade [VO 12] [__ ], open-cell

foam [round] [ ] cross section for [__ ] polyvinyl chloride (PVC

backing.

. 4.3 Synt heti ¢ Rubber

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use Option I and Type |I for nost
applications. Select Option Il only if flane
resistance is NOT required. Type Il provides the
hi ghest ozone resi stance.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Provi de in accordance with ASTM C509, Option [I] [II], Type [I] [I1]
preformed [rods] [or] [tubes] for [ ] synthetic rubber backing.

.4.4 Neoprene

Provide in accordance with ASTM D1056, [cl osed cell expanded neoprene cord
Type 2, Cass C, Gade [2C2] [___ 11 [open cell neoprene sponge Type 1,
Cass C, Grade [1C3] [ ] neoprene backi ng.

.4.5 Butyl Rubber Based

Provide in accordance with ASTM C1311, from a single conponent, with
solvent release. color [as selected from manufacturer's full range of color
choi ces] |

.4.6 Sili cone Rubber Base

Provide in accordance with ASTM C920, from a single conponent, with sol vent
rel ease, Non-sag, Type [___ ], Gade [___ ], Gass [25] [___
[as selected fromnmanufacturer's full range of col or choices] |
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2.5 CAULKING

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: The term"caulking" is linmted herein to oil-
and resin-based caul ki ng which should be used only

i ndoors and where there is little or no anticipated
joint novenent. Use a sealant where joints nay nove.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkhkkkkkkkkkk

For interior use and only where there is little or no anticipated joint
nmovenent. Provide in accordance with ASTM D2452 and ASTM D2453, Type
[ ], for [ ] oil and resin-based caul king. Provide products used
on the interior of the building (defined as inside of the weatherproofing
system) neeting either em ssions requirenents of CDPH SECTION 01350 (limt
requirenents for either office or classroom spaces regardl ess of space
type) or VOC content requirenments of SCAQVD Rule 1168. Provide
certification or validation of indoor air quality for interior caulking.

2.6 CLEANI NG SOLVENTS

Provi de type(s) recommended by the seal ant manufacturer and in accordance
with environmental requirenents herein. [Protect adjacent alunmi num and
bronze surfaces fromsolvents]. Provide solvents for interior applications
that neet the indoor air quality requirenments of the paragraph SEALANTS
above.

PART 3 EXECUTI ON
3.1 FI ELD QUALI TY CONTROL

Performa field adhesion test in accordance with manufacturer's
instructions and ASTM C1193, Method A or ASTM C1521, Method A, Tai
Procedure. Renpve sealants that fail adhesion testing; clean substrates,
reapply sealants, and re-test. Test sealants adjacent to failed seal ants.
Subnmit field adhesion test report indicating tests, |ocations, dates,
results, and renedial actions taken

3.2 SURFACE PREPARATI ON

Prepare surfaces according to manufacturer's printed installation
instructions. Cean surfaces fromdirt, frost, noisture, grease, oil, wax,
| acquer, paint, or other foreign natter that would destroy or inpair
adhesion. Renove oil and grease with solvent; thoroughly renove solvents
prior to sealant installation. Wpe surfaces dry with clean cloths. Wen
resealing an existing joint, renove existing caulk or sealant prior to
appl yi ng new seal ant. For surface types not listed below, provide in
accordance with seal ant manufacturer's printed instructions for each
specific surface

3.2.1 Steel Surfaces
Renove | oose nill scale by sandblasting or, if sandblasting is inpractica
or woul d damage finished work, scraping and wire brushing. Renove
protective coatings by sandbl asting or using a residue free solvent.
Renove resulting debris and solvent residue prior to sealant installation
3.2.2 Al unmi num or Bronze Surfaces

Renove tenporary protective coatings fromsurfaces that will be in contact
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with sealant. Wen nasking tape is used as a protective coating, renove
tape and any residual adhesive prior to sealant application. For renoving
protective coatings and final cleaning, use non-staining solvents
recomended by the manufacturer of the item(s) containing alum num or
bronze surfaces.

3.2.3 Concrete and Masonry Surfaces
Where surfaces have been treated with curing conpounds, oil, or other such
materials, renmove materials by sandblasting or wire brushing. Renopve
| aitance, efflorescence and | oose nortar fromthe joint cavity. Renobve
resulting debris prior to sealant installation

3.2. 4 Wod Surfaces

Ensure wood surfaces that will be in contact with sealants are free of
splinters, sawdust and ot her |oose particles.

[3.2.5 Removi ng Exi sting Hazardous Seal ants
For sealants applied prior to 1979, or that have been tested and found to
contai n polychlorinated bi phenyls (PCBs), renove and di spose of these
seal ants in accordance with Section 02 84 33 REMOVAL AND DI SPOSAL OF
POLYCHLCORI NATED BI PHENYLS ( PCBs) .

13.3 SEALANT PREPARATI ON

Do not add liquids, solvents, or powders to sealants. M x multiconponent
el astoneric sealants in accordance with manufacturer's printed instructions.

3.4  APPLICATION
3.4.1 Joint Wdth-To-Depth Ratios

Accept abl e Rati os:

JO NT W DTH JO NT DEPTH

Minimum Maximum

For metal, glass, or other nonporous surfaces:

6 nm (m ni mum 6 nm 6 nm

over 6 mm 1/2 of width Equal to width

For wood, concrete, masonry, stone, or [__ 1]:

6 nm (m ni mum 6 nm 6 nm

over 6 mMqMmmto 13 nm 6 nm Equal to width
over 13 mmto 25 nmm 50 mMm 16 nm

Over 25 mm prohibited
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JO NT WDTH JO NT DEPTH

Minimum Maximum

For metal, glass, or other nonporous surfaces:

1/4 inch (m nimm 1/4 inch 1/4 inch

over 1/4 inch 1/2 of width Equal to width

For wood, concrete, masonry, stone, or [__ 1]:

1/4 inch (m nimm 1/4 inch 1/4 inch

over 1/4 inch to 1/2 inch 1/4 inch Equal to width
over 1/2 inch to 1 inch 1/2 inch 5/ 8 inch

Over 1 inch prohibited

Unacceptabl e Ratios: Were joints of acceptable width-to-depth ratios have
not been provided, clean out joints to acceptable depths and grind or cut
to acceptable widths wi thout damage to the adjoining work. Ginding is
prohibited at metal surfaces.

3.4.2 Unaccept abl e Seal ant Use

Do not install sealants in lieu of other required buil ding enclosure
weat her proof i ng conponents such as flashing, drainage conmponents, and joint
cl osure accessories, or to close gaps between walls, floors, roofs,
wi ndows, and doors, that exceed acceptable installation tolerances. Renobve
seal ants that have been used in an unacceptabl e manner and correct building
encl osure deficiencies to conply with contract docunents requirenents.

3.4.3 Maski ng Tape

Pl ace masking tape on the finished surface on one or both sides of joint
cavities to protect adjacent finished surfaces fromprinmer or seal ant

snmears. Renove masking tape within 10 minutes of joint filling and tooling.

3.4. 4 Backstops

Provi de backstops dry and free of tears or holes. Tightly pack the back or
bottom of joint cavities with backstop material to provide joints in
specified depths. Provide backstops where indicated and where backst ops
are not indicated but joint cavities exceed the acceptabl e maxi num dept hs
specified in JONT WDTH TO DEPTH RATI CS Tabl e

3.4.5 Primer
Clean out | oose particles fromjoints inmrediately prior to application of.
Apply priner to joints in concrete masonry units, wood, and other porous

surfaces in accordance with seal ant manufacturer's printed instructions.
Do not apply priner to exposed finished surfaces.
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3.

4.6 Bond Breaker

Provi de bond breakers to surfaces not intended to bond in accordance with,
seal ant manufacturer's printed instructions for each type of surface and
seal ant conbi nation specifi ed.

4.7 Sealants

Provi de seal ants conpatible with the material (s) to which they are applied
Do not use a seal ant that has exceeded its shelf life or has jelled and
cannot be discharged in a continuous flow fromthe seal ant gun. Apply

seal ants in accordance with the manufacturer's printed instructions with a
gun having a nozzle that fits the joint width. Wrk sealant into joints so
as to fill the joints solidly without air pockets. Tool sealant after
application to ensure adhesion. Apply sealant uniformy snooth and free of
wrinkles. Upon conpletion of seal ant application, roughen partially filled
or unfilled joints, apply additional sealant, and tool snoboth as

specified. Apply sealer over sealants in accordance with the seal ant

manuf acturer's printed instructions.

.5 PROTECTI ON AND CLEANI NG

.5.1 Protection

Protect areas adjacent to joints fromsealant snears. Masking tape may be
used for this purpose if removed 5 to 10 nminutes after the joint is filled
and no residual tape marks remnain

.5.2 Fi nal C eaning

Upon conpl etion of sealant application, renove remaining snmears and stains
and | eave the work in a clean and neat condition

a. Masonry and Other Porous Surfaces: |mediately renove fresh seal ant
that has been sneared on adjacent masonry, rub clean with a sol vent,
and renove sol vent residue, in accordance with seal ant manufacturer's
printed instructions. Allow excess sealant to cure for 24 hour then
renmove by wire brushing or sanding. Renove resulting debris.

b. Metal and O her Non-Porous Surfaces: Renpbve excess sealant with a
sol vent noi stened cloth. Renpve sol vent residue in accordance with
sol vent manufacturer's printed instructions.

-- End of Section --
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