*% *% *% *% *% *% *% *% *% *% *% *% *%%

USACE / NAVFAC / AFCEC / NASA UFGS-35 20 14 (April 2008)

Preparing Activity: USACE Super sedi ng
UFGS-35 20 14 (April 2006)
UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref erences are in agreenment with UVRL dated July 2018

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

SECTI ON TABLE OF CONTENTS
DI VI SION 35 - WATERWAY AND MARI NE CONSTRUCTI ON
SECTION 35 20 14
STOPLOGS

04/08

PART 1 GENERAL
1. LUMP SUM PRI CES

1.1 St opl ogs Paynent

1.2 Unit of Measure
REFERENCES
SUBM TTALS
QUALI FI CATI ON OF VWELDERS AND WVELDI NG OPERATORS
DELI VERY, STORACE, AND HANDLI NG

5.1 Rubber Seal s

5.2 Identification System
SEQUENCI NG AND SCHEDULI NG

Lanl ol o
ORPPRPUORMWNREPRPR

PART 2 PRODUCTS

2.1 MATERI ALS
Met al s
.11 Structural Steel
.1.2 [Structural Al um num
Rubber Seal s
.2.1 General Requirenents
.2.2 [ Fabri cation
NUFACTURED UNI TS
Bolts, Nuts and Washers
Screws
[Cips and Cip Bolts for [Alum nun] [Steel] Panels
ABRI CATI ON
Det ai | Dr awi ngs
.1 Fabrication Draw ngs
.2 Shop Assenbly Draw ngs
.3 Del i very Draw ngs
.4 Field Installation Draw ngs
Structural Fabrication
Vel di ng
Bol t ed Connecti ons
Machi ne Wor k

NN NN N
NISESEEESESECUSENTS
%HHI\JI—‘I—‘H

WwwwhhhdNw
PR R

GORWNWWWWEFE TTWNE

NN

SECTION 35 20 14 Page 1



M scel | aneous Provi si ons
Fabri cati ons
.7.1 St opl ogs [ and Post s]
.7.2 St opl og Gui des [and Post Pocket s]
.7.3 M scel | aneous Enbedded Metal s
Seal Assenblies
ESTS, | NSPECTI ONS, AND VERI FI CATI ONS
Cener al
[ Testing of Rubber Seals

NN
WhhdN WL

N
NN BN

o
NFP,—0WWww~NO®

PART 3 EXECUTI ON

3.1 | NSTALLATI ON

3.1.1 Enbedded Metal s

3.1.2 Seal Assenblies

3.1.3 Pai nti ng
3.2 PROTECTI ON OF FI Nl SHED WORK
3.3 ACCEPTANCE TRI AL OPERATI ON

-- End of Section Table of Contents --

SECTION 35 20 14 Page 2



*kkkkk

USACE / NAVFAC / AFCEC / NASA

*kkk

kkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkk

UFGS- 35 20 14 (Apri |

Preparing Activity: USACE Super sedi ng

UFGS- 35 20 14 (Apri
UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref erences are in agreement with UVRL dated July 2018

*% *% *% *% *% *% *% *% *% *% *%%

SECTION 35 20 14

STOPLOGS
04/08

NOTE: This gui de specification covers the

requi renents for fabricating, assenbling,
delivering, and installing stoplogs. This section
was originally devel oped for USACE Civil Works
projects.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel conme and shoul d be
submitted as a Criteria Change Request (CCR.

*%

PART 1

1.1

*%

*% *% *% *% *% *% *% *% *% *% *%%

GENERAL

LUMP SUM PRI CES

NOTE: |If Section 01 22 00.00 10 PRI CE AND PAYMENT
PROCEDURES is included in the project
specifications, this paragraph title (LUMP SUM

PRI CES) shoul d be deleted fromthis section and the
remai ni ng appropriately edited subparagraphs bel ow
shoul d be inserted into Section 01 22 00.00 10.

*%

1.1.1

*%

*% *% *% *% *% *% *% *% *% *% *%%

St opl ogs Paynent

Payment shall constitute full conpensation for furnishing all plant,
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mat eri al s and equi pnent and perform ng all operations necessary for
installing the stoplogs as specified.

1.1.2 Unit of Measure
Unit of neasure: |unp sum

1.2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL ( ASTM

ASTM A153/ A153M (2016) Standard Specification for Znc
Coating (Hot-Dip) on Iron and Steel
Hardware

ASTM A242/ A242M (2013; R 2018) Standard Specification for

H gh-Strength Low Al l oy Structural Steel

ASTM A307 (2014; E 2017) Standard Specification for
Carbon Steel Bolts, Studs, and Threaded
Rod 60 000 PSI Tensile Strength

ASTM A320/ A320M (2017b) Standard Specification for
Al'l oy-Steel and Stainless Steel Bolting
for Low Tenperature Service

ASTM A325 (2014) Standard Specification for
Structural Bolts, Steel, Heat Treated,
120/ 105 ksi M nimum Tensile Strength

ASTM A325M (2014) Standard Specification for

Structural Bolts, Steel, Heat Treated, 830
MPa M ninum Tensile Strength (Metric)
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ASTM A36/ A36M

ASTM A490

ASTM A490M

ASTM A529/ A529M

ASTM A572/ A572M

ASTM A588/ A588M

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

B221

B221M

B308/ B308M

D2240

D395

D412

D413

D471

D572

(2014) Standard Specification for Carbon
Structural Steel

(2014a) Standard Specification for
Structural Bolts, Alloy Steel, Heat
Treated, 150 ksi Mnimum Tensile Strength

(2014a) Standard Specification for

Hi gh-Strength Steel Bolts, O asses 10.9
and 10.9.3, for Structural Steel Joints
(Metric)

(2014) Standard Specification for
Hi gh- Strengt h Car bon- Manganese Steel of
Structural Quality

(2018) Standard Specification for
H gh-Strength Low Al | oy Col umbi um Vanadi um
Structural Steel

(2015) Standard Specification for

Hi gh-Strength Low Al l oy Structural Steel
with 50 ksi (345 MPa) M ninum Yield Point,
wi t h At mospheric Corrosion Resistance

(2014) sStandard Specification for Al um num
and Al umi num Al | oy Extruded Bars, Rods,
Wre, Profiles, and Tubes

(2013) Standard Specification for Al um num
and Al um num Al | oy Extruded Bars, Rods,
Wre, Profiles, and Tubes (Metric)

(2010) Standard Specification for
Al um num Al | oy 6061-T6 Standard Structural
Profiles

(2015; E 2017) Standard Test Method for
Rubber Property - Duroneter Hardness

(2016; E 2017) Standard Test Methods for
Rubber Property - Conpression Set

(2016) Standard Test Methods for
Vul cani zed Rubber and Thernmopl astic
El astoners - Tension

(1998; R 2017) Standard Test Methods for
Rubber Property - Adhesion to Flexible
Substrate

(2016a) Standard Test Method for Rubber
Property - Effect of Liquids

(2004; R 2010) Rubber Deterioration by
Heat and Oxygen
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1.

3 SUBMITTALS
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NOTE: Review subnittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandated sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

Government approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .]J[information only. When used, a designation following the "G
designation identifies the office that will review the submittal for the
Government.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the followi ng in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs
Detail Drawings; G, [___ 1]
SD- 03 Product Data

Sequenci ng and Scheduling; ¢, [___ 1]

SECTION 35 20 14 Page 6



1

Welding
Materials
I dentification System
SD- 06 Test Reports
Tests, Inspections, and Verifications
4 QUALI FI CATI ON OF WELDERS AND WVELDI NG OPERATORS

Qualification of welders and wel ding operators shall conformto the
requirenents of Section 05 50 14 STRUCTURAL METAL FABRI CATI ONS

.5 DELI VERY, STCORAGE, AND HANDLI NG

Delivery, handling and storage of materials and fabricated itens shal
conformto the requirenents specified [herein and] in Section 05 50 14
STRUCTURAL METAL FABRI CATIONS. [Materials and equi pnent delivered to the
site by the Contracting Oficer shall be unloaded by the Contractor

Verify the condition and quantity of the itens delivered by the Contracting
O ficer and acknow edge receipt and condition thereof in witing to the
Contracting Officer. |If delivered itens are danaged or a shortage is
determined, notify the Contracting Oficer of such in witing within 24
hours after delivery.]

.5.1 Rubber Seal s

Store rubber seals in a place which permts free circulation of air,

mai ntains a tenperature of 20 degrees C 70 degrees F or less, and prevents
the rubber from being exposed to the direct rays of the sun. Rubber seals
shall be kept free of oils, grease, and other materials which would
deteriorate the rubber. Rubber seals shall not be distorted during
handling.

.5.2 I dentification System

Submit an ldentification System which shows the disposition of specific
| ots of approved materials and fabricated itenms in the work, before
conpl etion of the contract.

[1.6 SEQUENCI NG AND SCHEDULI NG

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

NOTE: The nane of the appropriate railroad conmpany
or roadway agency should be inserted as indicated.

*% *% *% *% *% *% *% *%%

Before the work is conmenced, submit the approved sequenci ng and schedul i ng
plan which illustrates that work affecting [railroads] [roadways] has been
coordinated with [ ]. The plan shall include schedules, lists of |abor
or materials to be provided to the affected [conpany] [agency], and any

ot her aspects of the work that may inpact on the operations of these
entities. The plan shall clearly denonstrate how all [railroad tracks]
[public or private roads, streets, or highways] will be kept open to
traffic at all times during the construction period, except as otherw se
speci fied or directed.
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]PART 2 PRODUCTS

2.1 MATERIALS

Material s orders,

materials lists and materials shipping bills shall

conformto the requirenents of Section 05 50 14 STRUCTURAL METAL

FABRICATIONS.
2.1.1 Metals

Structural steel][,

structural
and standard articles shall

Section 05 50 15 CVIL WORKS FABRI CATI ONS.

2.1.1.1 Structural

Structural steel
ASTM A588/ A588M].
2.1.1.2 [ Structural

St ruct ur al
ASTM B308/ B308W, ]

St eel

shal |
ASTM A529/ A529N][ ASTM A572/ A572lv, Grade [42,] [50,]

al um num shal |

Al um num

al umi num] and ot her netal
be as shown and as specified herein and in

conformto [ASTM A36/ A36N][ ASTM A242/ A242N][

[60,] [or] [65]] [

conformto [ ASTM B221N ASTM B221,] |
[All oy 6061, Tenper T6].]

2.1.2 Rubber Seal s
NOTE: |If fluorocarbon (Teflon) clad seals are not
used, onmit paragraphs FABRI CATI ON and ZI NC FI LLER.
2.1.2.1 CGeneral Requirenents

Rubber seal s shall
type only, shall

accel erators,

be] conpounded of natural
or a blend of both, and shall
ant i oxi dant s,
characteristics of the seals shall

contain reinforcing
vul cani zi ng agents,

r ubber,

and pl asticizers.
meet the follow ng requirenments:

be [fl uorocarbon (Tefl on) clad rubber seals of the nold
synt heti ¢ pol yi soprene,

zi nc oxi de,
Physi cal

car bon bl ack,

PHYSI CAL TEST TEST VALUE TEST METHOD SPECI FI CATI ON
Tensile Strength 17.2 MPa2,500 psi (min.) ASTM D412

El ongati on at Break 450 percent (min.) ASTM D412

300 percent Mdul us 6.2 MPa900 psi (mn.) ASTM D412

Dur omet er Hardness (Shore 60 to 70 ASTM D2240

Type A)

*Wat er Absorption 5 percent by weight (max.) ASTM D471

Conpr essi on Set 30 percent (nmax.) ASTM D395

SECTION 35 20 14 Page 8
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PHYSI CAL TEST TEST VALUE TEST METHOD SPECI FI CATI ON

Tensile Strength (after 80 percent tensile strength ASTM D572
agi ng 48 hrs) (min.)

The "Water Absorption" test shall be perforned with distilled water. The
washed speci nen shall be blotted dry with filter paper or other absorbent
mat eri al and suspended by nmeans of small glass rods in the oven at a
tenperature of 70 degrees plus/minus 2 degrees C for 22 plus/ninus 1/4
hour. The specinen shall be renoved, allowed to cool to roomtenperature
in air, and weighed. The weight shall be recorded to the nearest 1 ng as
W (W is defined in ASTM D471). The i mrersion tenperature shall be 70
degrees plus/mnus 1 degree C and the duration of inmersion shall be 166
hours.

2.1.2.2 [Fabrication

Rubber seals shall have a fluorocarbon filmvul cani zed and bonded to the
sealing surface of the bulb. The filmshall be [0.762] [1.524] nmm [ 0. 030]
[0.060] inch thick Huntington Abrasion Resistant Fluorocarbon Film No
4508, or equal, and shall have the follow ng physical properties:

Tensil e strength 13.8 MPa2,000 psi (min.)

Elongation 250 percent (mn.)

The outside surface of the bonded filmshall be flush with the surface of
the rubber seal and shall be free of adhering or bonded rubber. Strips and
corner seals shall be nolded in lengths suitable for obtaining the finish

| engths shown and with sufficient excess length to provide test specinens
for testing the adequacy of the adhesion bond between the filmand bul b of
the seal. At one end of each strip or corner seal to be tested, the
fluorocarbon filmshall be nmasked during bonding to prevent a bond for a

I ength sufficient to hold the filmsecurely during testing.]

2.2 MANUFACTURED UNI TS

Bolts, nuts, washers, screws and ot her manufactured units shall conformto
the requirenents specified and in Section 05 50 15 ClVIL WORKS FABRI CATI ONS

2.2.1 Bolts, Nuts and Washers

[ H gh-strength bolts, nuts, and washers shall conformto [ ASTM A325N

ASTM A325,] Type [__ ], [hot-dip galvani zed] or [ASTM A490N ASTM A490,]
Type [ ].1 [Bolts, nuts, studs, stud bolts and bolting nmaterials other
than hi gh-strength shall conformto ASTM A307, Grade A, [hot-dip

gal vani zed] or ASTM A320/ A320WN, [Ferritic Steel, Gade [__ 11 [Austenitic
Steel, Gade [ ], dass [ ]1].]1] Bolts 13 mm 1/2 inch and | arger
shal | have hexagon heads. The finished shank of bolts shall be | ong enough
to provide full bearing. Washers for use with bolts shall conformto the
requirenents specified in the applicable specification for bolts.

2.2.2 Screws

Screws shall be of the type indicated
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N

. 2.3 [Cips and Cip Bolts for [Alum nun] [Steel] Panels

Clips and clip bolts for [aluminun] [steel] panels shall be approved
standard manufactured stock itemns.]

.3 FABRICATION

.3.1 Detai | Draw ngs

Detail draw ngs of stoplogs and appurtenant shop fabricated itens,
including fabrication draw ngs, shop assenbly draw ngs, delivery draw ngs,
and field installation drawi ngs, shall conformto the requirenents
specified and in Section 05 50 14 STRUCTURAL METAL FABRI CATI ONS.

.3.1.1 Fabri cati on Draw ngs

Show on the fabrication drawi ngs conplete details of materials, tolerances,
connections, and proposed wel di ng sequences which clearly differentiate
shop welds and field welds.

.3.1.2 Shop Assenbly Draw ngs

Show on the shop assenbly drawi ngs details for connecting the adjoining
fabricated conponents in the shop to assure satisfactory field installation.

.3.1.3 Del i very Draw ngs

Show on the delivery drawi ngs descriptions of methods of delivering
conponents to the site, including details for supporting fabricated
conponents during shipping to prevent distortion or other danmmges.

.3.1.4 Field Installation Draw ngs

Show on the field installation drawings a detailed description of the field
installation procedures. The description shall include the |ocation and
met hod of support of installation and handling equi pnment; provisions to be
taken to protect concrete and other work during installation; nethod of

mai nt ai ni ng conmponents in correct alignnent; and nethods for installing
appurtenant itens.

.3.2 Structural Fabrication

Structural fabrication shall conformto the requirenents specified and in
Section 05 50 14 STRUCTURAL METAL FABRI CATI ONS.

.3.3 Welding

Subnmit schedul es of welding procedures for structural steel [and wel ding
processes for alumnuni. Welding shall conformto the requirenents
specified in Section 05 50 14 STRUCTURAL METAL FABRI CATI ONS.

.3.4 Bol t ed Connecti ons

Bol t ed connections shall conformto the requirenents specified in Section
05 50 14 STRUCTURAL METAL FABRI CATI ONS.

.3.5 Machi ne Wor k

Machi ne work shall conformto the requirenents specified in Section 05 50 14
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STRUCTURAL METAL FABRI CATI ONS
2.3.6 M scel | aneous Provi si ons
M scel | aneous provisions for fabrication shall conformto the requirenents
specified and in Section 05 50 14 STRUCTURAL METAL FABRI CATIONS. [Zinc
coating of hardware itens shall conformto ASTM A153/ A153MN.]
2.3.7 Fabrications

2.3.7.1 St opl ogs [and Post s]

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Stopl ogs and posts shall be fabricated of
structural steel or alumnum \Were aluminumis
specified, include the requirenents for alumnmi num
stopl ogs and posts to be furnished by the
Contractor, or alum num materials and extrusion dies
for fabricating stoplogs and posts to be furnished
by the Government to the Contractor for fabricating
al um num st opl ogs and posts if such is the practice
in the Comand.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ Stopl ogs [and posts] shall be fabricated of [structural steel confornmng
to [ ASTM A36/ A36N] [ ASTM A242/ A242N] [ ASTM A529/ A529N] [ ASTM A572/ A572N
Grade [42,] [50,] [60,] [or] [65]] [ASTM A588/ A588N]] [extruded al um num
conform ng to [ ASTM B221N ASTM B221,] [ ASTM B308/B308lv,] [All oy 6061
Tenper T6]].] [Steel itens shall be gal vani zed where indicated.] [ Stoplogs
[and posts] shall be fabricated with the al um num materials and extrusion
dies provided to the Contractor by the Contracting Oficer. Furnish all
other materials and equi pnent as required for fabrication.]

2.3.7.2 St opl og Gui des [and Post Pocket s]

St opl og gui des [and post pockets] shall be fabricated of structural stee
conform ng to [ ASTM A36/ A36N] [ ASTM A242/ A242N] [ ASTM A529/ A529M] [
ASTM A572/ A572V, Grade [42,] [50,] [60,] [or] [65]] [ASTM A588/ A588MN].

2.3.7.3 M scel | aneous Enbedded Metal s

Corner protection angles, franes, base plates, and other enbedded netal
itenms required for conplete installation shall conformto the details shown.

2.3.8 Seal Assenblies

Seal assenblies shall consist of rubber seals, stainless steel retainer and
spacer bars, and fasteners. Rubber seals shall be continuous over the ful
Il ength. Seals shall be accurately fitted and drilled for proper
installation. Bolt holes shall be drilled in the rubber seals by using
prepared tenplates or the retainer bars as tenplates. Splices in seals
shall be fully nolded, develop a minimumtensile strength of 50 percent of
the unspliced seal, and occur only at |ocations shown. All vulcanizing of
splices shall be done in the shop. The vul canized splices between nol ded
corners and straight lengths shall be |ocated as close to the corners as
practicable. Splices shall be on a 45 degree bevel related to the

"t hi ckness" of the seal. The surfaces of finished splices shall be snpoth
and free of irregularities. Stainless steel retainer bars shall be
field-spliced only where shown and nmachi ne-fini shed after splicing.
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2.4 TESTS, | NSPECTI ONS, AND VERI FI CATI ONS

2.4.1 General
Tests, inspections, and verifications for materials shall conformto the
requirenents specified in Section 05 50 14 STRUCTURAL METAL FABRI CATI ONS
Submit certified test reports for material tests, with all materials
delivered to the site.
2.4.2 [ Testing of Rubber Seals
The fluorocarbon filmof rubber seals shall be tested for adhesion bond in
accordance with ASTM D413 using either the machi ne method or the deadwei ght
method. A 25 mm 1 inch |ong piece of seal shall be cut fromthe end of the
seal which has been nmasked and subjected to tension at an angle
approxi mately 90 degrees to the rubber surface. There shall be no
separati on between the fluorocarbon filmand the rubber when subjected to
the follow ng | oads:

THI CKNESS OF FLUOROCARBON
FILM

MACHI NE METHOD AT 50 MwR
I NCHES PER M NUTE

DEADVEEI GHT METHCD

0. 762 mmD. 030 inch

13.6 kg per 25 mBO pounds
per inch width

13.6 kg per 25 mBO pounds
per inch width

1.524 mmD. 060 inch

13. 6_ kg per 25 mm80 pounds

13. 6_ kg per 25 mm80 pounds

Failure of any specinen to neet the requirenents of the test used will be

cause for rejection of the piece fromwhich the test specinen was taken.]

PART 3 EXECUTI ON

3.1 INSTALLATION

Installation shall conformto the requirenents specified and in Section
05 50 14 STRUCTURAL METAL FABRI CATI ONS
3.1.1 Enbedded Metal s
Corner protection angles, franes, base plates, and other enbedded netal
itenms required for conplete installation shall be accurately installed to
the alignment and grade required to ensure accurate fitting and mat chi ng of
components. Enbedded netals shall be given a prinmer coat of the required
paint on all surfaces prior to installation in concrete forns. Anchors for
enbedded netals shall be installed as shown. Itens requiring two concrete
pours for installation shall be attached to the enbedded anchors after the
initial pour, adjusted to the proper alignnent, and concreted in place with
t he second pour.

3.1.2 Seal Assemnblies

Rubber seal assenblies shall be installed after the enbedded netal
conmponents have been concreted in place and the gate installation
i ncludi ng painting, conpleted. Rubber seals shall be fastened securely to
met al retainers. Bef ore operating the gate[s], a suitable lubricant shal
be applied to the rubber seal rubbing plates to protect the rubber
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3.

1.3 Painting

Exposed parts of stoplogs and appurtenances except machi ned surfaces,
corrosion-resistant surfaces, surfaces of anchorages enbedded in concrete,
rubber seals, and other specified surfaces shall be painted as specified in
Section 09 97 02 PAINTING HYDRAULI C STRUCTURES.

.2 PROTECTI ON OF FI NI SHED WORK

Protection of finished work shall conformto the requirenents specified in
Section 05 50 14 STRUCTURAL METAL FABRI CATI ONS

.3 ACCEPTANCE TRI AL OPERATI ON

After conpletion of installation, the Contracting Oficer will exam ne the
stoplog installation for final acceptance. The individual conponents of
the stoplog installation will be examined first to determ ne whether or not
the wor kmanship conforns to the specification requirenents. The Contractor
will be required to place the stoplogs [and posts] in the guides [and post
pockets] a sufficient nunmber of tines to denonstrate that the stoplogs fit
properly and seat uniformly. Required repairs or replacenents to correct
defects, shall be nade at no cost to the Governnent. The trial operation
shal | be repeated after defects are corrected.

-- End of Section --
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