
**************************************************************************
USACE /  NAVFAC /  AFCEC /  NASA               UFGS- 32 01 17. 61 ( May 2017)
                                            - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
Pr epar i ng Act i v i t y:   USACE                  Super sedi ng
                                            UFGS- 32 01 17. 16 ( August  2008)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref er ences ar e i n agr eement  wi t h UMRL dat ed Jul y 2020
**************************************************************************

SECTION TABLE OF CONTENTS

DIVISION 32 - EXTERIOR IMPROVEMENTS

SECTION 32 01 17.61

SEALING CRACKS IN ASPHALT PAVING

05/17

PART 1   GENERAL

  1.1   UNIT PRICES
    1.1.1   Measurement
    1.1.2   Payment
  1.2   REFERENCES
  1.3   SUBMITTALS
  1.4   QUALITY ASSURANCE
  1.5   DELIVERY, STORAGE, AND HANDLING
  1.6   EQUIPMENT, TOOLS, AND MACHINES
    1.6.1   Routing Equipment
    1.6.2   Concrete Saw
    1.6.3   Sandblasting Equipment
    1.6.4   Waterblasting Equipment
    1.6.5   Hand Tools
    1.6.6   Crack Sealing Equipment
  1.7   ENVIRONMENTAL REQUIREMENTS

PART 2   PRODUCTS

  2.1   SEALANTS
  2.2   BACKER ROD MATERIALS

PART 3   EXECUTION

  3.1   PREPARATION OF CRACKS
    3.1.1   Cracks
      3.1.1.1   Hairline Cracks
      3.1.1.2   Small Cracks
      3.1.1.3   Medium Cracks
      3.1.1.4   Large Cracks
    3.1.2   Existing Sealant Removal
    3.1.3   Routing
    3.1.4   Sawing
    3.1.5   [Sandblasting][Waterblasing]
    3.1.6   Backer Rod Material

SECTION 32 01 17.61  Page 1



    3.1.7   Rate of Progress of Crack Preparation
  3.2   PREPARATION OF SEALANT
  3.3   INSTALLATION OF SEALANT
    3.3.1   Time of Application
    3.3.2   Sealing the Crack
  3.4   CRACK SEALANT INSTALLATION TEST SECTION
  3.5   CLEANUP
  3.6   QUALITY CONTROL PROVISIONS
    3.6.1   Crack Cleaning
    3.6.2   Crack Seal Application Equipment
    3.6.3   Crack Sealant

-- End of Section Table of Contents --

SECTION 32 01 17.61  Page 2



**************************************************************************
USACE /  NAVFAC /  AFCEC /  NASA               UFGS- 32 01 17. 61 ( May 2017)
                                            - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
Pr epar i ng Act i v i t y:   USACE                  Super sedi ng
                                            UFGS- 32 01 17. 16 ( August  2008)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref er ences ar e i n agr eement  wi t h UMRL dat ed Jul y 2020
**************************************************************************

SECTION 32 01 17.61

SEALING CRACKS IN ASPHALT PAVING
05/17

**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  seal i ng cr acks i n bi t umi nous 
pavements.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   For  addi t i onal  i nf or mat i on concer ni ng cr ack 
seal i ng of  bi t umi nous pavement s see UFC 3- 250- 08FA 
" St andar d Pr act i ce f or  Seal i ng Joi nt s and Cr acks i n 
Ri gi d and Fl exi bl e Pavement s. "

**************************************************************************

1.1   UNIT PRICES

**************************************************************************
NOTE:   Par agr aphs Measur ement  and Payment  wi l l  be 
del et ed f or  l ump sum bi ddi ng.

**************************************************************************
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1.1.1   Measurement

Determine the quantity of each sealing item to be paid for by actual 
measurement of the number of linear  meters  feet  of in-place material that 
has been approved.

1.1.2   Payment

Payment will be made at the contract unit bid prices per linear  meter  foot  
for the sealing items scheduled.  Include in the unit bid prices the cost 
of all labor, materials, and the use of all equipment and tools required 
to complete the work.

1.2   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

ASTM INTERNATIONAL (ASTM)

ASTM C509 (2006; R 2015) Elastomeric Cellular 
Preformed Gasket and Sealing Material

ASTM D789 (2015) Determination of Relative Viscosity 
and Moisture Content of Polyamide (PA)

ASTM D6690 (2015) Standard Specification for Joint 
and Crack Sealants, Hot Applied, for 
Concrete and Asphalt Pavements

1.3   SUBMITTALS

**************************************************************************
NOTE:   For  submi t t al s r equi r i ng Gover nment  appr oval  
on  pr oj ect s wher e t he Resi dent  Management  Syst em 
( RMS)  wi l l  be used by t he cont r act i ng or  pr oj ect  
management  of f i ce,  a code of  up t o t hr ee char act er s 
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wi t hi n t he submi t t al  t ags may be used f ol l owi ng t he 
" G"  desi gnat i on t o i ndi cat e t he appr ovi ng 
aut hor i t y.   The RMS codes ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   The 
RMS i s used by t he US Ar my Cor ps of  Engi neer s and i s 
t ypi cal l y not  used f or  pr oj ect s cont r act ed or  
managed by t he Navy,  Ai r  For ce,  or  NASA.

An " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  t he 
submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are for Contractor Quality Control 
approval.  When used, a designation following the "G" designation 
identifies the office that will review the submittal.  Submittals with an 
"S" are for inclusion in the Sustainability eNotebook, in conformance to 
Section 01 33 29  SUSTAINABILITY REPORTING.  Submit the following in 
accordance with Section 01 33 00  SUBMITTAL PROCEDURES:

SD-03 Product Data

Installation of Sealant

SD-04 Samples

Materials ; G[, [_____]]

SD-06 Test Reports

Laboratory Tests

1.4   QUALITY ASSURANCE

Test the crack sealant and backup material, when required, for conformance 
with the referenced applicable material specification.  [The materials  
will be tested by the Government.  Submit samples of the materials [60] 
[_____] days prior to their use on the project.  No material will be 
allowed to be used until it has been approved.  The cost of the first test 
of samples will be borne by the Government.  If the samples fail to meet 
specification requirements, replace the materials represented by the 
sample and test the new materials at the Contractor's expense.]  [Perform 
testing of the materials in an approved, independent laboratory; submit 
certified copies of the test reports for approval [_____] days prior to 
the use of the materials at the job site.  Costs of the tests will be 
borne by the Contractor.]  Submit reports of all tests.  Samples will be 
retained by the Government for possible future testing, should the 
materials appear defective during or after application.  Furnish samples 
of materials, in sufficient quantity to be tested upon request.  
Conformance with the test requirements of the laboratory tests  specified 
will not constitute final acceptance of the materials.  Final acceptance 
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will be based on the performance of materials that have been 
satisfactorily installed.

1.5   DELIVERY, STORAGE, AND HANDLING

Inspect materials delivered to the job site for defects; unload, and store 
them with a minimum of handling to avoid damage.  Provide storage 
facilities at the job site to protect materials from weather and maintain 
them at the temperatures recommended by the manufacturer.

1.6   EQUIPMENT, TOOLS, AND MACHINES

Equipment, tools, and machines used in performance of the work are subject 
to approval by the Contracting Officer.  Maintain in a satisfactory 
working condition at all times.

1.6.1   Routing Equipment

**************************************************************************
NOTE:   Rot ar y i mpact  r out er s t hat  ar e equi pped wi t h 
ver t i cal  s i ded,  car bi de t i pped bi t s have been used 
successf ul l y t o r out  cr acks i n bi t umi nous 
pavement s.   I mpact  r out er s t hat  ar e not  equi pped 
wi t h car bi de t i pped bi t s nor mal l y chi p and damage 
t he sur r oundi ng pavement  and shoul d not  be per mi t t ed.

**************************************************************************

Provide routing equipment which is a self-powered machine operating a 
power driven tool or bit specifically designed for routing bituminous 
pavements.  Use a bit rotating about a vertical axis at sufficient speed 
to cut a smooth vertical-walled reservoir in the pavement surface and 
maintain accurate cutting without damaging the sides or top edges of the 
reservoir.  Provide a router capable of following the trace of the crack 
without deviation.  The use of rotary impact routing devices [will not be 
permitted for cleaning cracks.][may be permitted if vertical-sided carbide 
tipped bits are used.]

1.6.2   Concrete Saw

Provide a self-propelled power saw with small diameter ( 152 mm 6 inches  or 
less) water-cooled diamond or abrasive saw blades for cutting cracks to 
the depths and widths specified and for removing filler that is embedded 
in the cracks or adhered to the crack faces.  Use a saw blade with a 
diameter small enough to allow the saw to closely follow the trace of the 
crack.

1.6.3   Sandblasting Equipment

**************************************************************************
NOTE:   Sandbl ast i ng of  cr acks may not  be per mi t t ed 
under  cer t ai n condi t i ons.   Bl owi ng sand and dust  may 
ei t her  v i ol at e at mospher i c pol l ut i on st at ues,  or  may 
dr i f t  i nt o ar eas wher e i t  woul d be obj ect i onabl e.   
When sandbl ast i ng i s pr ohi bi t ed,  c l eani ng t he cr acks 
wi t h wat er bl ast i ng equi pment  or  wi r e br ushes may be 
subst i t ut ed.   I f  wi r e br ushes ar e used,  at t ent i on 
shoul d be gi ven t o ensur e t hat  wor n br ushes ar e not  
used.   Wat er bl ast i ng equi pment  var i es consi der abl y 
wi t h r espect  t o desi gn of  wand,  nozzl e,  wat er  
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pr essur e,  and wat er  vol ume dependi ng on t he 
manuf act ur er .   Consequent l y,  t he ef f ect i veness of  a 
par t i cul ar  set  of  equi pment  cannot  be pr edi ct ed.   
Car e must  be used wi t h hi gh pr essur e wat er  t o ensur e 
t hat  excessi ve damage t o t he s i des of  t he cr ack does 
not  occur .   The Cont r act or  shoul d demonst r at e i t s 
equi pment  t o show t hat  i t  wi l l  c l ean t he cr ack 
sat i sf act or i l y  bef or e bei ng al l owed t o pr oceed.

**************************************************************************

Include in the sandblasting equipment an air compressor, hose, and 
long-wearing venturi-type nozzle of proper size, shape and opening.  Use a 
nozzle with a maximum opening not exceeding  6.4 mm  1/4 inch .  Use air 
compressors that are portable and capable of furnishing not less than  
0.071 cubic meters/second  150 cfm  and maintaining a line pressure of not 
less than  621 kPa  90 psi  at the nozzle while in use.  Demonstrate 
compressor capability under job conditions before approval.  Equip the 
compressor with traps that will maintain the compressed air free of oil 
and water.  Use nozzle with an adjustable guide that will hold the nozzle 
aligned with the crack about  25 mm  1 inch  above the pavement surface.  
Adjust the height, angle of inclination and the size of the nozzle as 
necessary to secure satisfactory results.

1.6.4   Waterblasting Equipment

Include with the waterblasting equipment a trailer-mounted water tank, 
pumps, high-pressure hose, wand with safety release cutoff control, 
nozzle, and auxiliary water resupply equipment.  Use water tank and 
auxiliary resupply equipment with sufficient capacity to permit continuous 
operations.  Use hoses, wands, and nozzles capable of cleaning the crack 
faces and the pavement surface on both sides of the crack for a width of 
at least  13 mm  1/2 inch  beyong the crack.  Use pump with a mounted 
pressure gauge that shows the pressure in  kPa  psi  at which the equipment 
is operating at all times.  Limit the pressure so that the sides of the 
crack are not damaged during the cleaning operation.

1.6.5   Hand Tools

**************************************************************************
NOTE:   I n ar eas t hat  have cr acks l ar ger  t han 37 mm 
1- 1/ 2 i nches,  i t  may be necessar y t o empl oy ot her  
t ypes of  smal l  t ool s t o r emove damaged asphal t  or  
cr ack seal ant  mat er i al .   Such t ool s shoul d be 
car ef ul l y eval uat ed f or  pot ent i al  damagi ng ef f ect s 
t o adj acent  pavement  pr i or  t o appr oval  f or  use.   For  
seal i ng cr acks i n bi t umi nous pavement s,  t he Desi gner  
i s r ef er r ed t o UFC 3- 250- 08FA St andar d Pr act i ce f or  
Seal i ng Joi nt s and Cr acks i n Ri gi d and Fl exi bl e 
Pavements.

**************************************************************************

Hand tools may be used, when approved, for removing defective sealant from 
cracks and repairing or cleaning the crack faces.

1.6.6   Crack Sealing Equipment

Provide unit applicators, used for heating and installing the hot-poured 
crack sealant materials, that are mobile and equipped with a 
double-boiler, agitator-type kettle with an oil medium in the outer space 
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for heat transfer; a direct-connected pressure-type extruding device with 
a nozzle shaped for inserting in the crack to be filled; positive 
temperature devices for controlling the temperature of the transfer oil 
and sealant; and a recording type thermometer for indicating the 
temperature of the sealant.  Allow the sealant to circulate through the 
delivery hose and return to the inner kettle when not in use, due to the 
applicator unit design.

1.7   ENVIRONMENTAL REQUIREMENTS

Apply the materials only when the ambient air temperature and the pavement 
temperature within the joint wall are at least  10 degrees C  50 degrees F  
and rising.  Do not apply sealant if moisture is observed in the crack.

PART 2   PRODUCTS

2.1   SEALANTS

**************************************************************************
NOTE:   Sel ect  cr ack seal ant s based on t he pr oposed 
use and l ocal  exper i ence.   The l ocal  Depar t ment  of  
Tr anspor t at i on ( DOT)  i s an excel l ent  r esour ce f or  
what  mat er i al s ar e avai l abl e and how wel l  t hey have 
wor ked f or  t he DOT.

I f  t he bi t umi nous pavement  i s cover ed by a 
f uel - r esi st ant  pavement  seal er ,  t he cr acks shoul d be 
seal ed usi ng t he above ment i oned seal ant s and t hen 
cover ed by a f uel - r esi st ant  pavement  seal er .  
Fuel - r esi st ant  cr ack seal ant s shoul d not  be used i n 
asphal t  pavement s f or  compat i bi l i t y  r easons.

Compl et e br acket s i n Tabl e.
**************************************************************************

Provide sealants conforming to ASTM D6690, Type II or ASTM D6690, Type I.  
Use sealing materials for sealing cracks in the various paved areas 
indicated on the drawings as follows:

Area Sealing Material

[_____] [ ASTM D6690, Type II]

[_____] [ ASTM D6690, Type I]

2.2   BACKER ROD MATERIALS

**************************************************************************
NOTE:   The use of  backer  r od mat er i al s i n bi t umi nous 
pavement s i s t o mi ni mi ze wast e of  seal ant  mat er i al .   
Backer  r od mat er i al  i s  not  r equi r ed i n cr acks wi t h a 
seal ant  r eser voi r  dept h of  l ess t han 20 mm 3/ 4 i nch 
unl ess t he cr ack wi dt h i s suf f i c i ent l y l ar ge 
r esul t i ng i n excessi ve seal ant  bei ng wast ed.

**************************************************************************

Provide backer rod material that is a compressible, nonshrinking, 
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nonstaining, nonabsorptive material and nonreactive with the crack 
sealant.  Use backer rod with a melting point temperature of at least  2 
degrees C  5 degrees F  greater than the maximum pouring temperature of the 
sealant being used, when tested in accordance with ASTM D789.  Use 
material that has a water absorption of not more than 5 percent by weight 
when tested in accordance with ASTM C509.  Use backer rod material that is 
25 percent (plus or minus 5 percent) larger in diameter than the nominal 
width of the crack.

PART 3   EXECUTION

3.1   PREPARATION OF CRACKS

**************************************************************************
NOTE:   I n bi t umi nous pavement s t hat  have l ar ge 
quant i t i es of  hai r l i ne cr acks or  cr acks l ess t han 6 
mm 1/ 4 i nch,  a bi t umi nous f og coat  or  a bi t umi nous 
seal  coat  shoul d be used t o pr event  wat er  i nt r usi on 
i nt o t he base mat er i al .   The Desi gner  i s r ef er r ed t o 
Techni cal  Manual  5- 624,  Sect i on 32 01 13. 62 ASPHALT 
SURFACE TREATMENT and Sect i on 32 12 36. 13 BI TUMI NOUS 
SEAL AND FOG COAT.   I f  t he pavement  bei ng seal ed i s 
t o r ecei ve a hot  asphal t  concr et e over l ay,  t hen 
smal l  cr acks shoul d not  be seal ed.   Medi um and l ar ge 
cr acks can be f i l l ed or  seal ed but  t he t op of  t he 
seal ant  shoul d be bel ow t he pavement  sur f ace.   Pr i or  
t o t he over l ay,  t he cr acks can be f i l l ed usi ng a 
s l ur r y mi xt ur e of  sand and emul si on.   I t  shoul d be 
not ed t hat  t hi s i s a cr ack f i l l er  not  a cr ack 
seal ant ;  t her ef or e,  i t  shoul d onl y be used when t he 
pavement  wi l l  r ecei ve an over l ay.   The cr acks shoul d 
be f i l l ed or  seal ed t o a dept h of  6 mm 1/ 4 i nch 
bel ow t he pavement  sur f ace t o pr event  " bl eedi ng"  of  
t he mat er i al  t hr ough t he over l ay.   I f  t he cr acks ar e 
over f i l l ed,  t he seal ant  mat er i al  wi l l  be t r acked 
ont o t he pavement .

**************************************************************************

Immediately before the installation of the crack sealant, thoroughly dry 
and clean the cracks to remove oxidized pavement, loose aggregate and 
foreign debris.  Prepare cracks as follows:

3.1.1   Cracks

3.1.1.1   Hairline Cracks

[Cracks that are less than  6 mm  1/4 inch  wide do not need to be sealed.] 
[Seal cracks that are less than  6 mm  1/4 inch  wide in accordance with 
Section [_____].]

3.1.1.2   Small Cracks

Route cracks that are  6 to 20 mm  1/4 to 3/4 inch  wide to a nominal width  3 
mm 1/8 inch  greater than the existing nominal width and to a depth not 
less than  20 mm  3/4 inch , [sandblasted] [waterblasted] [wire brushed] and 
cleaned and dried using compressed air.
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3.1.1.3   Medium Cracks

[Sandblast] [Waterblast] [Wire brush] cracks that are  20 to 50 mm  3/4 to 2 
inches  wide and clean and dry using compressed air.

3.1.1.4   Large Cracks

Repair cracks that are greater than  50 mm  2 inches  wide using pothole 
repair techniques instead of sealing.

3.1.2   Existing Sealant Removal

**************************************************************************
NOTE:   Del et e t hi s par agr aph i f  t he cr acks have 
never  been seal ed i n t he past .

**************************************************************************

Cut loose the in-place sealant from both crack faces and to a depth shown 
on the drawings using a concrete saw or hand tools as specified in 
paragraph EQUIPMENT, TOOLS, AND MACHINES.  Remove sealant to a depth 
sufficient to accommodate any backer rod material that is required to 
maintain the depth of new sealant to be installed.  Prior to further 
cleaning operations, remove all old loose sealant remaining in the crack 
opening by blowing with compressed air.

3.1.3   Routing

Perform routing of the cracks using a rotary router with a bit that is at 
least  3 mm  1/8 inch  wider than the nominal width of the crack to remove 
all residual old sealant (resealing), oxidized pavement and any loose 
aggregate in the crack wall.

3.1.4   Sawing

Perform sawing of the cracks using a power-driving concrete saw as 
specified in paragraph EQUIPMENT, TOOLS, AND MACHINES.  Stiffen the blade 
as necessary with suitable dummy (or used) blades or washers.  Immediately 
following the sawing operation, clean the crack opening using a water jet 
to remove all saw cuttings and debris.

3.1.5   [Sandblasting][Waterblasing]

[Sandblast][Waterblast] clean the crack faces and the pavement surfaces 
extending a minimum of  13 mm  1/2 inch  from the crack edges.  Use a 
multiple-pass technique until the surfaces are free of dust, dirt, old 
sealant residue, or foreign debris that might prevent the sealant material 
from bonding to the asphalt pavement.  After final cleaning and 
immediately prior to sealing, blow out the cracks with compressed air and 
leave them completely free of debris and water.  Ensure that 
[sandblasting][waterblasting] does not damage the pavement.

3.1.6   Backer Rod Material

When required, use backer rod material in all cracks that otherwise would 
require excessive sealant.  Insert the backer rod material into the lower 
portion of the crack as shown on the drawings.  Place the backer rod so 
that the top of the backer rod is at least  19 mm  3/4 inch  below the top of 
the pavement.  Ensure that the backer rod material is placed at the 
specified depth and is not stretched or twisted during installation.
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3.1.7   Rate of Progress of Crack Preparation

Limit the stages of crack preparation, which include routing, sandblasting 
of the crack faces, air pressure cleaning and placing of the backer rod 
material, to only that linear footage that can be sealed during the same 
day.

3.2   PREPARATION OF SEALANT

Do not heat hot-poured sealants in excess of the safe heating temperature 
recommended by the manufacturer, as shown on the sealant containers.  
Withdraw and waste sealant that has been overheated or subjected to 
application temperatures for over 4 hours or that has remained in the 
applicator at the end of the day's operation.

3.3   INSTALLATION OF SEALANT

Submit manufacturer's instructions [_____] days prior to the use of the 
material on the project.  Installation of the material will not be allowed 
until the instructions are received.

3.3.1   Time of Application

Seal cracks immediately following final cleaning and drying of the crack 
walls and following the placement of the backer rod material (when 
required).  Place sealant only when cracks are dry.  Reclean cracks that 
cannot be sealed under the conditions specified, or when rain interrupts 
sealing operations, and allow to dry or dry by machanical means prior to 
installing the sealant.

3.3.2   Sealing the Crack

**************************************************************************
NOTE:   Cr acks shoul d be sl i ght l y under f i l l ed t o 
pr ecl ude t r acki ng t he mat er i al  ont o t he pavement  
sur f ace.   For  ai r f i el d pavement s,  t he seal ant  shoul d 
be r ecessed 3 mm 1/ 8 i nch bel ow t he pavement  
sur f ace;  f or  r oads,  st r eet s and par ki ng l ot s,  t he 
seal ant  shoul d be r ecessed 6 mm 1/ 4 i nch.   For  
pavement s t hat  ar e t o r ecei ve an over l ay,  t he 
seal ant  shoul d be r ecessed a mi ni mum of  6 mm 1/ 4 i nch
 and a maxi mum of  13 mm 1/ 2 i nch bel ow t he pavement  
surface.

**************************************************************************

Immediately preceding, but not more than  15 m  50 feet  ahead of the crack 
sealing operations, perform a final cleaning and drying with compressed 
air.  Fill the cracks from the bottom of reservoir formed by the routing 
or the top of the backer rod up to  [3] [6] mm  [1/8] [1/4] inch  below the 
pavement surface.  Remove excess or spilled sealant from the pavement by 
approved methods and discard it.  Install the sealant in a manner which 
prevents the formation of voids and entrapped air.  Several passes with 
the applicator wand may be necessary to obtain the specified sealant depth 
from the pavement surface.  Do not use gravity methods or pouring pots to 
install the sealant material.  Do not permit traffic over newly sealed 
pavement until authorized by the Contracting Officer.  Check cracks 
frequently to ensure that the newly installed sealant is cured to a 
tack-free condition within 3 hours.  Immediately notify the Contracting 
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Officer of the location of any sealant that has not cured to a tack-free 
condition within 3 hours.

3.4   CRACK SEALANT INSTALLATION TEST SECTION

Prior to the cleaning and sealing of the cracks for the entire project, 
construct a test section at least  60 m  200 feet  long using the specified 
materials and approved equipment to demonstrate the proposed sealing of 
all cracks of the project.  Following the completion of the test section 
and before any other crack is sealed, inspect the test section to 
determine that the materials and installation meet the requirements 
specified.  If materials or installation do not meet requirements, remove 
the materials and reclean and reseal the cracks at no cost to the 
Government.  [When the test section meets the requirements, it may be 
incorporated into the permanent work and paid for at the contract unit 
price per linear foot for sealing items scheduled.  Seal all other cracks 
in the manner approved and sucessfully completed for sealing the test 
section.]

3.5   CLEANUP

Upon completion of the project, remove unused materials from the site and 
leave the pavement in a clean condition.

3.6   QUALITY CONTROL PROVISIONS

3.6.1   Crack Cleaning

Provide quality control provisions during the crack cleaning process to 
correct improper equipment and cleaning techniques that damage the 
bituminous pavement in any manner.  Cleaned cracks must be approved by the 
Contracting Officer prior to installation of the crack sealant.

3.6.2   Crack Seal Application Equipment

Inspect the application equipment to ensure conformance to temperature 
requirements and proper installation.  Evidences of bubbling, improper 
installing, and failing to cure or set will cause to suspend operations 
until causes of the deficiencies are determined and corrected.

3.6.3   Crack Sealant

Inspect the crack sealant for proper cure and set rating, tack free 
surface, bonding to the bituminous pavement, cohesive separation within 
the sealant, reversion to liquid, and entrapped air and voids.  Remove 
sealants exhibiting any of these deficiencies, at any time prior to the 
final acceptance of the project, and replace as specified herein at no 
additional cost to the Government.

        -- End of Section --
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