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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  bl ast  r esi st ant  t emper ed gl ass 
wi ndows t hat  r equi r e upgr ades based on t he bl ast ,  
ant i t er r or i sm,  and set back r equi r ement s set  f or t h i n 
UFC 4- 010- 01,  DoD Mi ni mum Ant i t er r or i sm Requi r ement s 
f or  Bui l di ngs.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

**************************************************************************
NOTE:   Speci f i c  det ai l s ar e expanded upon i n 
MI L- HBK- 1013/ 1A,  Desi gn Gui del i nes f or  Physi cal  
Secur i t y of  Faci l i t i es.

**************************************************************************

**************************************************************************
NOTE:  TO DOWNLOAD UFGS GRAPHI CS

Go t o 
http://www.wbdg.org/ffc/dod/unified-facilities-guide-specifications-ufgs/forms-graphics-tables

**************************************************************************

**************************************************************************
NOTE:   On t he dr awi ngs,  show:
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1.   Locat i ons of  each t ype of  gl ass,  usi ng same 
t er mi nol ogy as i n t he speci f i cat i on.

2.   Fr ame and r abbet  det ai l s,  i ndi cat i ng met hod of  
glazing.

3.   Si zes and t ypes of  wi ndows;  met al  and wood 
subf r ames,  casi ngs,  or  st ool s,  i f  any;  and har dwar e.

4.   Si zes,  l ocat i on,  and swi ng of  vent i l at or s;  
di r ect i on of  s l i de f or  s l i di ng vent i l at or s;  l ocat i on 
and det ai l s of  f i xed sash.

5.   Typi cal  wi ndow sect i ons and det ai l s.   Show gl ass 
t hi ckness.   Show speci al  gl azi ng,  i f  any.

6.   Met hod of  anchor i ng wi ndows;  s i ze and t ypes of  
c l i ps,  anchor s,  scr ews,  or  ot her  f ast ener s.

7.   Det ai l s of  nonst r uct ur al  mul l i ons and mul l i on 
cover s;  det ai l  of  anchor i ng and r ei nf or ci ng 
nonst r uct ur al  mul l i ons at  wi ndows t o r ecei ve wi ndow 
cl eaner  anchor s.

8.   Number  of  wi ndow cl eaner  anchor s r equi r ed and 
locations.

9.  Locat i ons of  wi ndows desi gnat ed as f or ced ent r y 
r esi st ant ,  i f  any.

**************************************************************************

PART 1   GENERAL

1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.
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ALUMINUM ASSOCIATION (AA)

AA DAF45 (2003; Reaffirmed 2009) Designation System 
for Aluminum Finishes

AMERICAN ARCHITECTURAL MANUFACTURERS ASSOCIATION (AAMA)

AAMA 611 (2014) Voluntary Specification for 
Anodized Architectural Aluminum

AAMA 2603 (2020) Voluntary Specification, 
Performance Requirements and Test 
Procedures for Pigmented Organic Coatings 
on Aluminum Extrusions and Panels

AAMA 2605 (2020) Voluntary Specification, 
Performance Requirements and Test 
Procedures for Superior Performing Organic 
Coatings on Aluminum Extrusions and Panels

AAMA WSG.1 (1995) Window Selection Guide

AAMA/WDMA/CSA 101/I.S.2/A440 (2017) North American Fenestration 
Standard/Specification for Windows, Doors, 
and Skylights

AMERICAN NATIONAL STANDARDS INSTITUTE (ANSI)

ANSI Z97.1 (2015) Safety Glazing Materials Used in 
Buildings - Safety Performance 
Specifications and Methods of Test

AMERICAN SOCIETY OF HEATING, REFRIGERATING AND AIR-CONDITIONING 
ENGINEERS (ASHRAE)

ASHRAE 169 (2013) Climate Data for Building Design 
Standards

ASTM INTERNATIONAL (ASTM)

ASTM C509 (2006; R 2015) Elastomeric Cellular 
Preformed Gasket and Sealing Material

ASTM C920 (2018) Standard Specification for 
Elastomeric Joint Sealants

ASTM C1048 (2018) Standard Specification for 
Heat-Strengthened and Fully Tempered Flat 
Glass

ASTM E1300 (2016) Standard Practice for Determining 
Load Resistance of Glass in Buildings

ASTM E1886 (2019) Standard Test Method for 
Performance of Exterior Windows, Curtain 
Walls, Doors, and Impact Protective 
Systems Impacted by Missile(s) and Exposed 
to Cyclic Pressure Differentials
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ASTM E1996 (2017) Standard Specification for 
Performance of Exterior Windows, Curtain 
Walls, Doors, and Impact Protective 
Systems Impacted by Windborne Debris in 
Hurricanes

ASTM F1642/F1642M (2017) Standard Test Method for Glazing 
and Glazing Systems Subject to Airblast 
Loadings

ASTM F2248 (2012) Standard Practice for Specifying an 
Equivalent 3-Second Duration Design 
Loading for Blast Resistant Glazing 
Fabricated with Laminated Glass

ASTM F2912 (2017) Standard Specification for Glazing 
and Glazing Systems Subject to Airblast 
Loadings

GLASS ASSOCIATION OF NORTH AMERICA (GANA)

GANA Glazing Manual (2008) Glazing Manual

NATIONAL FENESTRATION RATING COUNCIL (NFRC)

NFRC 100 (2017) Procedure for Determining 
Fenestration Product U-Factors

NFRC 200 (2017) Procedure for Determining 
Fenestration Product Solar Heat Gain 
Coefficient and Visible Transmittance at 
Normal Incidence

PASSIVE HOUSE INSTITUTE - US (PHIUS)

PHIUS Certified Certified Data Program for Window 
Performance

PASSIVE HOUSE INSTITUTE INTERNATIONAL (PHI)

Passivhaus Certified (2012) Certification of Passive House 
Suitable Components

Passivhaus Criteria (2012) Certification Criteria for 
Certified Passive House Glazings and 
Transparent Components

U.S. DEPARTMENT OF DEFENSE (DOD)

UFC 4-010-01 (2018) DoD Minimum Antiterrorism Standards 
for Buildings

U.S. DEPARTMENT OF ENERGY (DOE)

Energy Star (1992; R 2006) Energy Star Energy 
Efficiency Labeling System (FEMP)
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1.2   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a " G"  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are [for Contractor Quality 
Control approval.][for information only.  When used, a designation 
following the "G" designation identifies the office that will review the 
submittal for the Government.]  Submittals with an "S" are for inclusion 
in the Sustainability eNotebook, in conformance with Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-02 Shop Drawings

Windows ; G[, [_____]]

Fabrication Drawings

SD-03 Product Data
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Window Units ; G[, [_____]]

Hardware

Setting Materials

Weatherstripping

SD-04 Samples

Finish Sample

Window Sample

[ Window Mock-Ups ; G[, [_____]]

] SD-05 Design Data

Structural Calculations for Deflection ; G[, [_____]]

Design Analysis ; G[, [_____]]

SD-06 Test Reports

Minimum Condensation Resistance Factor

[ Resistance to Forced Entry

][ Standard Airblast Test ; G[, [_____]]

][ Windborne-Debris-Impact Performance

] SD-07 Certificates

**************************************************************************
NOTE:   Pr ovi de engi neer ' s qual i f i cat i ons when 
r equi r ed t o show conf or mance t o UFC 4- 010- 01,  DoD 
Mi ni mum Ant i t er r or i sm Requi r ement s f or  Bui l di ngs.

**************************************************************************

[ Engineer's Qualifications

] SD-08 Manufacturer's Instructions

Glass

SD-10 Operation and Maintenance Data

Window Units , Data Package 1; G[, [_____]]

1.3   QUALITY ASSURANCE

1.3.1   Qualification of Manufacturer

Window manufacturer must specialize in designing and manufacturing the 
type of aluminum windows specified in this section, and have a minimum of 
[_____] years of documented successful experience.  Manufacturer must have 
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the facilities capable of meeting contract requirements, single-source 
responsibility and warranty.

1.3.2   Shop Drawing Requirements

Take field measurements prior to preparation of drawings and 
fabrications.  Provide drawings that indicate elevations of windows , 
full-size sections, thickness and gages of metal, fastenings, proposed 
method of anchoring, size and spacing of anchors, details of construction, 
method of glazing, details of operating hardware, [mullion details,] 
[method and materials for weatherstripping,] [method of attaching 
screens,] [material and method of attaching subframes,] [stools,] 
[casings,] [sills,] [trim,] [window cleaner anchors,] installation 
details, and other related items.

[ 1.3.3   Engineer's Qualifications  for Blast Design

**************************************************************************
NOTE:   Pr ovi de engi neer ' s qual i f i cat i ons when 
r equi r ed t o show conf or mance t o UFC 4- 010- 01,  DoD 
Mi ni mum Ant i t er r or i sm Requi r ement s f or  Bui l di ngs.

**************************************************************************

All blast design calculations must be performed by or under the direct 
supervision of a registered engineer with a minimum of 5 years experience 
performing blast design.  The engineer performing the blast design must be 
able to demonstrate experience on similar size projects using similar 
design methods to meet the requirements outlined in this specification.

] 1.3.4   Sample Requirements

1.3.4.1   Finish Sample  Requirements

Submit color chart of standard factory color coatings when factory-finish 
color coating is to be provided.

1.3.4.2   Window Sample  Requirements

**************************************************************************
NOTE:   Choose one of  t he f ol l owi ng opt i ons.   I ncl ude 
t he f i r st  choi ce f or  pr oj ect s r equi r i ng a l ar ge 
number  of  wi ndows.   I ncl ude t he second choi ce f or  
pr oj ect s r equi r i ng a l i mi t ed number  of  wi ndows.

**************************************************************************

[ Submit one full-size window of each type proposed for use, complete with 
AAMA Label, glazing, hardware, anchors, and other accessories.  Where 
screens or weatherstripping is required, fit sample windows with such 
items that are to be used.  After approval, install each sample in work, 
clearly identified, and record its location.

][ Submit one full-size corner of each window type proposed for use.  Where 
screens or weatherstripping is required, fit sample with such items that 
are to be used.

] [ 1.3.4.3   Window Mock-Ups

**************************************************************************
NOTE:   Request i ng mock- up sampl es of  al umi num 
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wi ndows i s not  r equi r ed f or  most  pr oj ect s.   Si ze of  
pr oj ect  and scope of  qual i t y cont r ol  shoul d be 
car ef ul l y eval uat ed bef or e r equi r i ng Cont r act or  t o 
pr ovi de a cost l y mock- up.   Del et e par agr aph i f  
mock- ups ar e not  r equi r ed.

**************************************************************************

Before fabrication, full-size mock-up of [each type of aluminum window] 
[one window unit] [_____] complete with glass and AAMA certification label 
for structural purposes and NFRC Temporary and Permanent Label for 
certification of thermal performance rating will be required for review of 
window construction and quality of hardware operation.

] 1.3.5   Design Data Requirements

Submit structural calculations for deflection  to substantiate compliance 
with requirements[ and Antiterrorism Performance Requirements].  A 
registered Professional Engineer must provide calculations.  Submit design 
analysis  with calculations showing that the design of each different size 
and type of aluminum window unit and its anchorage to the structure[.] 
[meets the requirements of paragraph ANTITERRORISM PERFORMANCE 
REQUIREMENTS.]  Calculations verifying the structural performance of each 
window proposed for use, under the given loads, must be prepared and 
signed by a registered professional engineer.  Reflect the window 
components and anchorage devices to the structure, as determined by the 
design analysis, in the shop drawings.

1.3.6   Test Report Requirements

**************************************************************************
NOTE:   I ncl ude br acket ed wor di ng when wi ndows ar e 
r equi r ed t o r esi st  bl ast  l oads al l  r equi r ed by UFC 
4- 010- 01,  DoD Mi ni mum Ant i t er r or i sm Requi r ement s f or  
Buildings.

**************************************************************************

Submit test reports for each type of window attesting that identical 
windows have been tested and meet the requirements specified herein for 
conformance to AAMA/WDMA/CSA 101/I.S.2/A440  including test size, [and] 
minimum condensation resistance factor  (CRF)[, and resistance to forced 
entry ][, and, for Antiterrorism windows, in lieu of a Design Analysis, 
results of a Standard Airblast Test ].[  For Antiterrorism windows, in lieu 
of a Design Analysis, results of airblast testing, whether by arena test 
or shock tube, must be included in a test report, providing information in 
accordance with ASTM F1642/F1642M , as prepared by the independent testing 
agency performing the test.  The test results must demonstrate the ability 
of each window proposed for use to withstand the airblast loading 
parameters and achieve the hazard level rating specified in paragraph 
STANDARD AIRBLAST TEST METHOD.]

1.3.7   Certification

**************************************************************************
NOTE:   Ener gy St ar  Cer t i f i cat i on i s r equi r ed f or  
r esi dent i al  wi ndows.   FEMP Desi gnat i on,  Passi vhaus,  
and PHI US Cer t i f i cat i ons ar e met hods t o ensur e 
compl i ance wi t h t her mal  per f or mance.

**************************************************************************
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Ensure that construction is performed with products that meet or exceed [
Energy Star  criteria,] [FEMP Designated criteria,] [and Passivhaus Criteria
] [ Passivhaus Certified ] [and be current in their certification].[  
Provide PHIUS Certified  window performance.]  Each prime window unit must 
bear the AAMA Label warranting that the product complies with 
AAMA/WDMA/CSA 101/I.S.2/A440 .  Certified test reports attesting that the 
prime window units meet the requirements of AAMA/WDMA/CSA 101/I.S.2/A440 , 
including test size, will be acceptable in lieu of product labeling.

1.3.8   Label

Each prime window unit must bear the AAMA Label warranting that the 
product complies with AAMA/WDMA/CSA 101/I.S.2/A440 .  Certificates of 
Compliance attesting that the prime window units meet the requirements of 
AAMA/WDMA/CSA 101/I.S.2/A440  will be acceptable in lieu of product 
labeling.

1.3.9   Glass and Glazing

Provide materials that are certified to meet ANSI Z97.1  by an independent 
testing laboratory.

1.4   DELIVERY, STORAGE, AND HANDLING

a.  Deliver products to the site in unopened containers, labeled 
plainly with manufacturers' name and brands.  Deliver window 
assemblies in an undamaged condition.  Exercise care in handling 
and hoisting windows during transportation and at the job site.  
Store windows and components out of contact with the ground, under 
a weathertight covering, so as to prevent bending, warping, or 
otherwise damaging the windows.

b.  Finished surfaces must be protected during shipping and handling 
using the manufacturer's standard method, except that no coatings 
or lacquers shall be applied to surfaces to which sealants, 
caulking, or glazing compounds must adhere.

1.5   ENVIRONMENTAL CONDITIONS

Do not start glazing work until the outdoor temperature is above  4 degrees 
C 40 degrees F  and rising unless approved provisions are made to warm the 
glass and rabbet surfaces.  Provide sufficient ventilation to prevent 
condensation of moisture on glazing work during installation.  Do not 
perform glazing work if moisture collects on window assemblies or during 
rainy weather.

1.6   PERFORMANCE REQUIREMENTS

1.6.1   Wind Loading Design Pressure

Design window components, including mullions, hardware, and anchors, to 
withstand a wind-loading design pressure of at least [_____]  pascal  pounds 
per square foot (psf) .

[ 1.6.2   Tests

Test windows proposed for use in accordance with 
AAMA/WDMA/CSA 101/I.S.2/A440  for the particular type and quality window 
specified.
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Perform tests by a nationally recognized independent testing laboratory 
equipped and capable of performing the required tests.  Submit the results 
of the tests as certified laboratory reports required herein.

Minimum design load for a uniform-load structural test must be  2400 pascal  
50 psf .

[ Test projected windows in accordance with the applicable portions of the 
AAMA WSG.1 for air infiltration, water resistance, uniform-load 
deflection, and uniform-load structural test.

][ Test double-hung windows in accordance with the applicable portions of the 
AAMA WSG.1 for air infiltration, water resistance, uniform-load 
deflection, and uniform-load structural test.

] ] 1.7   DRAWINGS

Submit the fabrication drawings  for aluminum window units showing complete 
window assembly including hardware, weatherstripping, and subframe 
assembly details.

1.8   WINDOW PERFORMANCE

**************************************************************************
NOTE:   St r uct ur al  per f or mance,  ai r  i nf i l t r at i on and 
wat er  penet r at i on ar e st andar d per f or mance 
r equi r ement s f or  al l  al umi num wi ndow t ypes.

Desi gn must  meet  t he r equi r ement s of  UFC 1- 200- 02,  
" Hi gh Per f or mance and Sust ai nabl e Bui l di ng 
Requi r ement s"  whi ch i nvokes t he r equi r ement s wi t hi n 
UFC 3- 101- 01,  " Ar chi t ect ur e" .   UFC 1- 200- 02 and UFC 
3- 101- 01 make r ef er ences t hr oughout  t o var i ous 
ASHRAE document s gover ni ng ener gy ef f i c i ency and 
r equi r ement s f or  t he component s of  bui l di ng envel ope 
desi gn i ncl udi ng f enest r at i ons and gl azi ng.

ANTI TERRORI SM PERFORMANCE REQUI REMENTS sect i on bel ow 
i s opt i onal  t o desi gner ,  and must  be omi t t ed or  
r evi sed as needed t o meet  pr oj ect  r equi r ement s.

Appl i cabi l i t y  of  UFC 4- 010- 01 DoD Mi ni mum 
Ant i t er r or i sm St andar ds f or  Bui l di ngs.

The ant i t er r or i sm ( AT)  st andar ds cont ai ned i n UFC 
4- 010- 01 DO NOT est abl i sh t he Desi gn Basi s Thr eat  
( DBT)  or  t he Level  of  Pr ot ect i on ( LOP)  f or  DoD 
bui l di ngs.   I nst al l at i on Ant i t er r or i sm Pl ans may 
def i ne a DBT f or  t he i nst al l at i on.   Use UFC 4- 020- 01 
( DoD Secur i t y Engi neer i ng Faci l i t i es Pl anni ng 
Manual )  t o est abl i sh and/ or  val i dat e t he DBT and LOP 
f or  i ndi v i dual  pr oj ect s.   The pr ocess out l i ned i n 
UFC 4- 020- 01 wi l l  det er mi ne i f  t he mi ni mum AT 
st andar ds ar e adequat e or  i f  addi t i onal  pr ot ect i ve 
measur es ar e r equi r ed.   Wher e a speci f i c  DBT and LOP 
ar e i dent i f i ed,  addi t i onal  gui dance i s i ncl uded i n 
Appendi x B ( Best  Pr act i ces)  of  UFC 04- 010- 01.   For  
bui l di ngs t hat  ar e out si de an i nst al l at i on 
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per i met er ,  use UFC 4- 020- 01 t o est abl i sh t he DBT and 
LOP.   The DBT and LOP wi l l  r esul t  i n a 
r epr esent at i ve st andof f  di st ance f or  t he appr opr i at e 
const r uct i on -  wi ndow syst ems ( gl azi ng,  f r ame,  
connect i ons)  i n t hi s i nst ance.

A st r uct ur al  anal ysi s wi l l  need t o be per f or med t o 
det er mi ne i f  t he most  st r i ngent  l oadi ng on wi ndow 
assembl y i s f r om ant i t er r or i sm bl ast  l oads or  
wi ndbor ne debr i s i n hi gh wi nd r egi ons.

**************************************************************************

Aluminum windows must meet the following performance requirements.  
Perform testing requirements by an independent testing laboratory or 
agency.

1.8.1   Structural Performance

Structural test pressures on window units must be for positive load 
(inward) and negative load (outward).  After testing, there will be no 
glass breakage, permanent damage to fasteners, hardware parts, support 
arms or actuating mechanisms or any other damage which could cause window 
to be inoperable.  There must be no permanent deformation of any main 
frame, sash or ventilator member in excess of the requirements established 
by AAMA/WDMA/CSA 101/I.S.2/A440  for the window types and classification 
specified in this section.

[ 1.8.2   Antiterrorism Performance Requirements

Windows must meet the antiterrorism performance criteria as specified in 
the paragraphs below in accordance with UFC 4-010-01 .  Conformance to the 
performance requirements must be validated by one of the following methods.

1.8.2.1   Computational Design Analysis Method

Design window assembly to the criteria listed herein.  Include 
computational design analysis calculations verifying the structural 
performance of each window assembly proposed for use, under the given 
static equivalent loads.

Design window frames, mullions, sashes, and glazing to the criteria listed 
herein.  Include computational design analysis calculations verifying the 
structural performance of each window system proposed for use, under the 
given static equivalent loads.

**************************************************************************
NOTE:   The bl anks i n t he f ol l owi ng par agr aph shoul d 
be t he val ue of  t he equi val ent  3- second dur at i on 
desi gn l oadi ng obt ai ned f r om Fi gur e 1 of  ASTM F2248 
f or  t he expl osi ve wei ght  and st andof f  di st ance 
combi nat i on ( based on t he est abl i shed DBT/ LOP)  t hat  
i s bei ng desi gned f or  i n t hi s pr oj ect .   Thi s sect i on 
must  be compl et ed by an engi neer  exper i enced i n 
bl ast - r esi st ant  desi gn.

**************************************************************************

Glazing resistance must be greater than equivalent 3-second duration 
loading of [_____]  Pascal  pounds per square foot (psf)  for type [_____] 
window[ and [_____]  Pascal  psf  for the remaining window types].  The 
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glazing frame bite for the window frames must be in accordance with 
ASTM F2248.

Design Aluminum/Steel window framing members to restrict deflections of 
the edges of glazing they support to L/60 under two times (2X) the glazing 
resistance per the requirements of ASTM F2248 and ASTM E1300.

**************************************************************************
NOTE:   Connect i on Desi gn:   For  mul l i on and f r ami ng 
member s desi gned usi ng dynami c anal ysi s or  shown t o 
wor k t hr ough ai r bl ast  t est i ng,  al l  connect i ons 
bet ween mul l i ons and/ or  f r ami ng member s and al l  
connect i ons of  st or ef r ont  syst ems t o t he suppor t i ng 
st r uct ur e must  be desi gned f or  t he f ul l  dynami c 
capaci t y of  t he at t ached member  or  t he maxi mum 
cal cul at ed dynami c r eact i on wi t h a l oad f act or  equal  
t o 1. 0.   Use ul t i mat e capaci t y of  f ast ener s as 
r ecommended by t he f ast ener  manuf act ur er  wi t h a 
capaci t y r educt i on f act or  of  0. 75.   Use Load and 
Resi st ance Fact or  Desi gn ( LRFD)  wi t h appr opr i at e 
r educt i on ( phi )  f act or s per  mat er i al  speci f i c  code 
f or  desi gn of  connect i ons component s i nt o suppor t i ng 
st r uct ur e.   Al l  dynami c and st at i c mat er i al  st r engt h 
i ncr ease f act or s f or  t he connect i on component s must  
be equal  t o 1. 0.   Al l  connect i on desi gns must  be 
per f or med checki ng al l  convent i onal  f ai l ur e 
mechani sms.   See Engi neer i ng Techni cal  Repor t  ( PDC 
TR- 10- 02)  t i t l ed Bl ast  Resi st ant  Desi gn Met hodol ogy 
f or  Wi ndow Syst ems Desi gned St at i cal l y and 
Dynami cal l y at  USACE Pr ot ect i ve Desi gn Cent er  
( Websi t e l i nk:  pdc.usace.army.mil/library/tr/10-02 ) 
f or  addi t i onal  i nf or mat i on.   Cal cul at i ons/ Desi gn 
Anal ysi s f or  t he connect i on desi gn as st at ed above 
must  be compl et ed by an engi neer  exper i enced i n 
bl ast - r esi st ant  desi gn.

**************************************************************************

**************************************************************************
NOTE:   Use t he f i r st  br acket ed r equi r ement  bel ow i f  
t he maxi mum ai r  bl ast  pr essur e i s gr eat er  t han 
one- hal f  t he magni t ude of  t he l oad r esi st ance of  t he 
bl ast  r esi st ant  gl azi ng.

Use t he second br acket ed r equi r ement  bel ow i f  t he 
maxi mum ai r  bl ast  pr essur e i s l ess t han one- hal f  t he 
magni t ude of  t he l oad r esi st ance of  t he bl ast  
r esi st ant  gl azi ng.

**************************************************************************

[ Anchor window frames to the supporting structure with anchors designed to 
resist [two times (2X)][one time (1X)] the glazing resistance in 
accordance with ASTM F2248 and ASTM E1300.

] 1.8.2.2   Dynamic Design Analysis Method

**************************************************************************
NOTE:   The bl anks i n t he f ol l owi ng par agr aph shoul d 
be t he val ue of  t he peak posi t i ve pr essur e and 
i mpul se f or  t he expl osi ve wei ght  and st andof f  
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di st ance combi nat i on ( based on t he est abl i shed 
DBT/ LOP)  t hat  i s bei ng desi gned f or  i n t hi s 
pr oj ect .   Choose t he f i r st  br acket ed i t ems,  l ow 
hazar d r at i ng/ ver y l ow l evel  of  pr ot ect i on f or  
i nhabi t ed bui l di ng occupancy as def i ned i n UFC 
4- 010- 01 ( Tabl e B- 1) .   Choose t he second br acket ed 
i t ems,  ver y l ow hazar d r at i ng/ l ow l evel  of  
pr ot ect i on f or  pr i mar y gat her i ng/ bi l l et i ng bui l di ng 
occupancy as def i ned i n UFC 4- 010- 01 ( Tabl e B- 1) .   
Dynami c anal ysi s i s pr ef er r ed because i t  t ypi cal l y 
y i el ds a mor e appr opr i at e and economi cal  /  ef f i c i ent  
desi gn.   The val ues f or  i nput  i nt o t he bl anks i n t he 
f ol l owi ng par agr aph r el at ed t o ' duct i l i t y  r at i o'  and 
' maxi mum suppor t  r ot at i on'  ( f or  t he appr opr i at e 
l evel  of  pr ot ect i on -  ver y l ow,  l ow)  f or  st eel  and 
al umi num f r ami ng/ mul l i ons can be f ound i n 
Engi neer i ng Techni cal  Repor t  ( PDC TR- 10- 02)  t i t l ed 
Bl ast  Resi st ant  Desi gn Met hodol ogy f or  Wi ndow 
Syst ems Desi gned St at i cal l y and Dynami cal l y at  USACE 
Pr ot ect i ve Desi gn Cent er  ( Websi t e l i nk:  
pdc.usace.army.mil/library/tr/10-02 ) .   Thi s sect i on 
must  be compl et ed by an engi neer  exper i enced i n 
bl ast - r esi st ant  desi gn.

**************************************************************************

Design window assembly using a dynamic analysis to prove the system will 
provide performance equivalent to or better than a [low;] [very low;] 
[_____] hazard rating in accordance with ASTM F2912 for the peak positive 
pressure of  [_____] kilopascals (kPa)  [_____] pounds per square inch (psi)  
and peak positive phase impulse of  [_____] kilopascal-millisecond 
(kPa-msec)  [_____] pounds per square inch - millisecond (psi-msec) .  Use a 
triangular blast load using the applicable pressure and impulse indicated 
above.  The allowable response limits of [aluminum] [steel] frame elements 
are as follows:  Maximum ductility ratio of [_____] and maximum support 
rotation of [_____] degrees.

1.8.2.3   Standard Airblast Test Method

**************************************************************************
NOTE:   The bl anks i n t he f ol l owi ng par agr aph shoul d 
be t he val ue of  t he peak posi t i ve pr essur e and 
i mpul se f or  t he expl osi ve wei ght  and st andof f  
di st ance combi nat i on ( based on t he est abl i shed 
DBT/ LOP)  t hat  i s bei ng desi gned f or  i n t hi s 
pr oj ect .   Choose t he f i r st  br acket ed i t ems,  l ow 
hazar d r at i ng/ ver y l ow l evel  of  pr ot ect i on f or  
i nhabi t ed bui l di ng occupancy as def i ned i n UFC 
4- 010- 01.   Choose t he second br acket ed i t ems,  ver y 
l ow hazar d r at i ng/ l ow l evel  of  pr ot ect i on f or  
pr i mar y gat her i ng bui l di ng occupancy as def i ned i n 
UFC 4- 010- 01.   Thi s sect i on must  be compl et ed by an 
engi neer  exper i enced i n bl ast - r esi st ant  desi gn.

**************************************************************************

As an alternative to the 'Computational Design Analysis Method' and 
'Dynamic Design Analysis Method' indicated above, window [_____] assembly 
may be tested for evaluation of hazards generated from airblast loading in 
accordance with ASTM F1642/F1642M  by an independent testing agency 
regularly engaged in blast testing.  For proposed window systems that are 
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of the same type as the tested system but of different size, the test 
results may be accepted provided the proposed window size is within the 
range from 25 percent smaller to 10 percent larger in area and aspect 
ratio of the original qualified tested glazing systems in accordance with 
ASTM F2912.  Proposed window system/assembly of a size outside this range 
will require testing to evaluate their hazard rating or are certified by 
the 'Dynamic Design Analysis Method' indicated above.  Testing may be by 
shock tube or arena test.  Perform the test on the entire proposed window 
system/assembly, including, the glazing, its framing/support system, 
operating devices, and all anchorage devices.  Window support system 
replicate anchorage of the window support system with the method of 
installation to be used for the project.  The minimum airblast loading 
parameters for the test will be as follows: peak positive pressure of  
[_____] kilopascals (kPa)  [_____] pounds per square inch (psi)  and peak 
positive phase impulse of  [_____] kilopascal-millisecond (kPa-msec)  
[_____] pounds per square inch - millisecond (psi-msec) .  The hazard 
rating for the proposed window systems, as determined by the rating 
criteria of ASTM F2912, to provide performance equivalent to or better 
than a [low;] [very low;] [_____] hazard rating (i.e. the "No Break", "No 
Hazard", "Minimal Hazard", "Very Low Hazard" and "Low Hazard" ratings are 
acceptable.  "High Hazard" ratings are unacceptable.  Results of window 
systems previously tested by test protocols other than ASTM F1642/F1642M  
may be accepted provided the required loading, hazard level rating, and 
size limitations stated herein are met.

] 1.8.3   Air Infiltration

Air infiltration must not exceed the amount established by 
AAMA/WDMA/CSA 101/I.S.2/A440  for each window type.

1.8.4   Water Penetration

Water penetration must not exceed the amount established by 
AAMA/WDMA/CSA 101/I.S.2/A440  for each window type.

1.8.5   Thermal Performance

**************************************************************************
NOTE:   Wi ndow pr oper t i es ar e cr i t i cal  t o ener gy 
per f or mance and comf or t .   Speci f y l ow U val ue ( r at e 
of  heat  t r ansf er )  t o r educe wi nt er  heat  l oss and 
summer  heat  gai n.

Ener gy St ar  l abel i ng i s appl i cabl e t o r esi dent i al  
uni t s onl y.

For  nonr esi dent i al  appl i cat i ons,  r ef er  t o UFC 
1- 200- 02,  Hi gh Per f or mance and Sust ai nabl e Bui l di ng 
Requi r ement s,  f or  mi ni mum r equi r ement s f or  ener gy 
ef f i c i ency and meet i ng mi ni mum bui l di ng envel ope 
r equi r ement s of  UFC 3- 101- 01 i ncl udi ng f enest r at i ons 
and gl azi ng.

Coor di nat e wi t h Sect i on 08 81 00 GLAZI NG.   Desi gner  
must  ver i f y avai l abi l i t y  and adequat e compet i t i on 
f or  pr oduct s meet i ng br acket ed ener gy per f or mance 
r equi r ement s bef or e speci f y i ng and edi t  as needed.

**************************************************************************
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Windows (including frames and glass) will be independently tested and 
certified with a Solar Heat Gain Coefficient (SHGC) determined according 
to NFRC 200 procedures and a whole window U-factor determined in 
accordance with NFRC 100 within the ranges as indicated below according to 
the ASHRAE 169 Climate Zone of the project location.[  Windows used solely 
within the interior of a conditioned envelope are exempted from meeting 
U-Factor and SHGC requirements, unless otherwise noted.]  Provide visual 
Transmittance (VT) of 0.5 or greater.  Submit documentation supporting 
compliance with Energy Star, FEMP designated, and Passive House 
qualifications as applicable.  Provide proof of Energy Star  label for 
residential aluminum window products.

[ 1.8.5.1   Southern Climate

Windows installed in Climate Zone [1] [2] will have a U-Factor of  [1.3] 

[1.25] [_____] W/m 2. degrees C  [0.40] [_____] BTU/h . ft 2. degrees F  or less 
and a SHGC of [0.25] [_____] or less.

][ 1.8.5.2   South-Central Climate

Windows installed within Climate Zone 3 will have a U-Factor of  [0.85] 

[1.25] [_____] W/m 2. degrees C  [0.30] [_____] BTU/h . ft 2. degrees F  or less 
and a SHGC of [0.25] [_____] or less.

][ 1.8.5.3   North-Central Climate

Windows installed within Climate Zone 4 will have a U-Factor of  [0.85] 

[1.25] [_____] W/m 2. degrees C  [0.30] [_____] BTU/h . ft 2. degrees F  or less 
and a SHGC of [0.36] [_____] or less.

][ 1.8.5.4   Northern Climate

Windows installed within Climate Zone [5] [6] [7] will have a U-Factor of  

[0.65] [1.25] [_____] W/m 2. degrees C  [0.27] [_____] BTU/h . ft 2. degrees F  or 
less and a SHGC of [0.36] [0.41] [_____] or less.

][ 1.8.5.5   Subarctic Climate

Windows installed within Climate Zone 8 will have a U-Factor of  [0.45] 

[1.25] [_____] W/m 2. degrees C  [0.08] [0.22] [_____] BTU/h . ft 2. degrees F  or 
less.  There is no SHGC limit for this climate zone.

] 1.8.6   Windborne-Debris-Impact Performance

**************************************************************************
NOTE:   Ret ai n WI NDBORNE- DEBRI S- I MPACT RESI STANCE 
par agr aph i f  r equi r ed by Pr oj ect .   The UFC 1- 200- 01 
DoD Bui l di ng Code ci t ed I BC def i nes wi ndbor ne debr i s 
r egi ons.   Enhanced pr ot ect i on appl i es t o essent i al  
f aci l i t i es.   Ver i f y s i t e speci f i c  r equi r ement s wi t h 
t he AHJ.   Del et e i t ems not  r equi r ed.

**************************************************************************

Exterior window system including glazing must comply with indicated basis 
or enhanced protection testing requirements in ASTM E1996 for [Wind Zone 
1] [Wind Zone 2] [Wind Zone 3] [Wind Zone 4] when tested according to 
ASTM E1886.  Test specimens must be no smaller in width and length than 
glazing indicated for use on Project and must be installed in same manner 
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as glazing indicated for use on Project.

a.  Refer to drawings for classification of window requiring basic or 
enhanced protection.

[ b.  Large-Missile Test:  For glazing located within  9.1 m  30 feet  of grade.

][ c.  Small-Missile Test:  For glazing located more than  9.1 m  30 feet  above 
grade.

] 1.9   WARRANTY

Provide Manufacturer's standard performance guarantees or warranties that 
extend beyond a 1 year period.

PART 2   PRODUCTS

2.1   WINDOW UNITS

Primed window frames must conform to AAMA/WDMA/CSA 101/I.S.2/A440  and the 
requirements specified herein.  Provide windows of types, grades, 
performance classes, combinations, and sizes indicated or specified.  
Provide windows to accommodate hardware, glass, weatherstripping and 
accessories.  Each window must be a complete factory-assembled unit with 
glass factory or field installed.

2.2   WEATHERSTRIPPING

Weatherstripping must conform to AAMA/WDMA/CSA 101/I.S.2/A440 .

2.3   GLASS

Use ASTM C1048 and ANSI Z97.1  Grade B (tempered), Style I (uncoated), Type 
2, Class [1 (transparent)] [2 (heat absorbing)].

2.4   SETTING MATERIALS

Provide types required for the applicable setting method specified in the 
GANA Glazing Manual , unless specified otherwise herein.  Do not use metal 
sash putty, non-skinning compounds, nonresilient preformed sealers, or 
impregnated preformed gaskets.  Materials exposed to view and unpainted 
must be [gray,] [black] or neutral color.

2.4.1   Elastomeric Sealant

**************************************************************************
NOTE:   Wher e Sect i on 07 92 00 JOI NT SEALANTS i s 
i ncl uded i n t he speci f i cat i ons sel ect  t he f i r st  
br acket ed opt i on;  i f  t hi s sect i on not  i ncl uded,  
sel ect  second opt i on.

**************************************************************************

[See Section 07 92 00  JOINT SEALANTS for sealant requirements.] [ ASTM C920, 
Type S or M, Grade NS, Class 12.5, Use NT.  Use for channel or stop 
glazing [and] [metal] sash.  Sealant must be chemically compatible with 
setting blocks, edge blocks, and sealing tapes.  Color of sealant must be 
[as selected] [gray] [black] [white] [_____].]
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2.4.2   Sealing Tapes, Beads or Gaskets

Gaskets or beads must be at least  9.5 mm  3/8 inch  wide with a Shore "A" 
durometer hardness of 50 and conform to ASTM C509.

2.4.3   Setting Blocks and Edge Blocks

Use neoprene of 70 to 90 Shore "A" durometer hardness, chemically 
compatible with sealants used, and of sizes recommended by the glass 
manufacturer.

2.4.4   Accessories

Use accessories as required to provide a complete installation, including 
glazing points, clips, shims, angles, beads, and spacer strips.  Provide 
noncorroding metal accessories.  Provide primer-sealers and cleaners as 
recommended by the glass and sealant manufacturers.

2.5   WINDOW ASSEMBLIES

Window units must conform to AAMA/WDMA/CSA 101/I.S.2/A440 .

2.5.1   Provisions for Glazing

**************************************************************************
NOTE:   Edge cl ear ances,  f ace cl ear ances,  and bi t es 
must  be mai nt ai ned as shown bel ow:

Mi ni mum Cl ear ance and Bi t e Requi r ement s

Glass 
Thickness 
(mm)

" A"  Mi ni mum 
Edge 
Clearance 
(mm)

" B"  Nomi nal  
Bi t e ( mm)

" C"  Mi ni mum 
Face Cl ear ance 
(mm)

6.0 6.0 13.0 3.00

8.0 8.0 13.0 4.75

10.0 8.0 13.0 4.75

12.0 9.5 13.0 6.00

16.0 9.5 13.0 6.00

19.0 9.5 13.0 8.00

22.0 13.0 16.0 8.00

25.0 13.0 19.0 9.50
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Mi ni mum Cl ear ance and Bi t e Requi r ement s

Glass 
Thickness 
(in)

" A"  Mi ni mum 
Edge 
Clearance 
(in)

" B"  Nomi nal  
Bi t e ( i n)

" C"  Mi ni mum 
Face Cl ear ance 
(in)

1/4 1/4 1/2 1/8

5/15 5/16 1/2 3/16

3/8 5/16 1/2 3/16

1/2 3/8 1/2 1/4

5/8 3/8 1/2 1/4

3/4 3/8 1/2 5/16

7/8 1/2 5/8 5/16

1 1/2 3/4 3/8

**************************************************************************

Provide windows and rabbets suitable for specified glass thickness.[  
Minimum edge clearance must be [_____].  Nominal bite must be [_____].  
Minimum face clearance must be [_____].]  Provide sash for glazing and for 
securing glass with [metal beads] [glazing clips] [glazing channels] and 
glazing compound.

2.5.2   Sealant, Gaskets, and Beads

Sealant, gaskets, and beads must be continuous around the perimeter of the 
glass.

2.5.3   Weatherstripping

Provide for ventilating sections of windows to ensure a weathertight seal 
meeting the infiltration requirements specified in 
AAMA/WDMA/CSA 101/I.S.2/A440 .  Provide factory-applied weatherstripping 
that can be replaced by field repair mechanics.  Use molded vinyl, molded 
or molded-expanded neoprene for weatherstripping for compression contact 
surfaces.  Do not use neoprene or polyvinyl chloride weatherstripping 
where it will be exposed to direct sunlight.

2.5.4   Fasteners

Provide flathead, cross-recessed type, exposed head screws and bolts with 
standard threads for use on windows, trim, and accessories.  Screw heads 
must finish flush with adjoining surfaces.  Screws and bolts exposed to 
the environment to be corrosion resistant coated steel, aluminum, or 
stainless steel compatible with the window material and adjoining 
construction, and of a type and size recommended by the manufacturer to 
meet the performance requirements.  Self-tapping sheet-metal screws are 
not acceptable for material more than  1.59 mm  1/16 inch  thick.
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2.5.5   Drips and Weep Holes

Provide continuous drips over heads of top ventilators.  Where fixed 
windows adjoin ventilators, drips must be continuous across tops of fixed 
windows.  Provide drips and weep holes as required to return water to the 
outside.

2.5.6   Combination Windows

Windows used in combination must be the same grade and performance class 
and must be factory assembled.  Where factory assembly of individual 
windows into larger units is limited by transportation considerations, 
prefabricate, match mark, transport, and field assemble.

2.5.7   Accessories

Provide windows complete with necessary hardware, fastenings, clips, fins, 
anchors, glazing beads, and other appurtenances necessary for complete 
installation and proper operation.

2.5.8   Hardware

The item, type, and functional characteristics must be the manufacturer's 
standard for the particular window type and must conform to 
AAMA/WDMA/CSA 101/I.S.2/A440 .  Provide hardware that functions after the 
window assembly has withstood the application of the design blast pressure 
causing the development of a static design resistance, ru, uniformly 
applied over both glazing and frame as defined in paragraph CERTIFICATES 
OF COMPLIANCE of this section.  Equip operating ventilators with a lock or 
latching device which can be secured from the inside.

2.5.9   Anchors

Provide concealed anchors of the type recommended by the window 
manufacturer for the specific type of construction.  Provide corrosion 
resistant anchors and fasteners compatible with the window and the 
adjoining construction.  Provide a minimum of three anchors for each jamb 
located approximately  150 mm  6 inches  from each end and at midpoint.

2.5.10   Window Cleaner Anchors

**************************************************************************
NOTE:   Wi ndows havi ng si l l s  mor e t han 13. 7 met er s 45 
feet  above gr ade,  adj oi ni ng bal coni es,  or  adj oi ni ng 
r oof s shoul d be shown and speci f i ed as r equi r i ng 
wi ndow cl eaner  anchor s,  unl ess wi ndow cl eani ng 
met hods at  t he act i v i t y make use of  t hese anchor s on 
l ower  wi ndows.   Coor di nat e wi ndow cl eani ng 
pr ocedur es and r equi r ement s wi t h t he usi ng act i v i t y 
i n maki ng t he deci s i on as t o t he need f or  wi ndow 
cl eaner  anchor s.   No r emovabl e or  t i l t i ng- t ype sash 
may be pr ovi ded i nst ead of  t he anchor s.

**************************************************************************

Provide double-head anchors for windows [indicated] [specified].  Anchors 
must be stainless steel of size and design required for the window type 
and application.  Provide two anchors for each single window[ and each 
adjacent glass window unit].  Fasten anchors  1120 mm  44 inches  above the 
window sill utilizing appropriate methods for the window type and 
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application in accordance with industry safety standards.

2.5.11   Finishes

**************************************************************************
NOTE:   Speci f y anodi c and or gani c coat i ngs meet i ng 
t he sel ect i on r equi r ement s i n t he Not es bel ow as 
Cont r act or ' s opt i on when t hese f i ni shes ar e 
det er mi ned t o be avai l abl e i n t he desi r ed col or s and 
economi cal l y compet i t i ve i n t he pr oj ect  ar ea,  unl ess 
t he pr oj ect  r equi r es use of  one or  t he ot her  t o 
mat ch an exi st i ng condi t i on.   The sel ect i on of  
anodi c or  or gani c coat i ng i s based pr i mar i l y on t he 
desi r ed appear ance:   anodi zed f i ni shes pr ovi de a 
met al l i c  appear ance and or gani c f i ni shes pr ovi de a 
pai nt ed or  met al - l i ke f i ni sh ( or gani c f i ni shes ar e 
avai l abl e i n a var i et y of  col or s) .   Onl y al l ow bot h 
t ypes as a Cont r act or  opt i on when t he Desi gner  
conf i r ms t hat  t he desi r ed appear ance i s avai l abl e i n 
bot h t ypes of  f i ni shes.

**************************************************************************

Exposed aluminum surfaces must be factory finished with an [anodic 
coating] [or] [organic coating].[  Color must be [_____] [as indicated].] 
Windows [for each building] must have the same finish.

2.5.11.1   Anodic Coating

**************************************************************************
NOTE:   Speci f y Ar chi t ect ur al  Cl ass I  f or  har sh 
at mospher es wher e dust ,  gases,  sal t s,  and ot her  
dest r uct i ve el ement s wi l l  at t ack met al  f i ni sh.   Al so 
speci f y Cl ass I  f or  humi d l ocat i ons or  pr oj ect  
l ocat i ons wi t h Envi r onment al  Sever i t y 
Cl assi f i cat i ons ( ESC)  of  C3 t hr u C5.   Humi d 
l ocat i ons ar e t hose i n ASHRAE cl i mat e zones 0A,  1A,  
2A,  3A,  3C,  4C and 5C ( as i dent i f i ed i n ASHRAE 
90. 1) .   Speci f y Ar chi t ect ur al  Cl ass I I  f or  al l  
at mospher i c condi t i ons not  r equi r i ng Cl ass I .   See 
UFC 1- 200- 01 f or  det er mi nat i on of  ESC f or  pr oj ect  
locations.

**************************************************************************

Clean exposed aluminum surfaces and provide an anodized finish conforming 
to AA DAF45 and AAMA 611.  Finish must be:

[ a.  Architectural Class II ( 0.01 to 0.0175 mm  0.4 mil to 0.7 mil ), 
designation AA-M10-C22-[A31, clear (natural)] [A32, integral color] 
[A34, electrolytically deposited color] anodized.

][ b.  Architectural Class I ( 0.0175 mm  0.7 mil  or thicker), designation 
AA-M10-C22-[A41, clear (natural)] [A42, integral color] [A44, 
electrolytically deposited color] anodized.

] 2.5.11.2   Organic Coating

**************************************************************************
NOTE:   For  or gani c coat i ngs,  t o pr ovi de enhanced 
r esi st ant  t o cor r osi on,  weat her i ng,  ozone,  and UV 
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r adi at i on ut i l i ze super i or  per f or mance powder  coat  
f i ni shes conf or mi ng t o AAMA 2605 i n humi d l ocat i ons 
and pr oj ect  l ocat i ons wi t h an ESC of  C3 t hr u C5;  
baked enamel  f i ni shes conf or mi ng t o AAMA 2603 may be 
ut i l i zed f or  non- humi d l ocat i ons and ESC C1 or  C2 
pr oj ect  l ocat i ons.   Humi d l ocat i ons ar e t hose i n 
ASHRAE cl i mat e zones 0A,  1A,  2A,  3A,  3C,  4C and 5C 
( as i dent i f i ed i n ASHRAE 90. 1) .   Ref er  t o UFC 
1- 200- 01 f or  det er mi nat i on of  ESC f or  a speci f i c  
pr oj ect  l ocat i on.

**************************************************************************

Clean and prime exposed aluminum surfaces.  Provide a [baked enamel finish 
in accordance with AAMA 2603 with total dry film thickness not less than  
0.02 mm  0.8 mil ] [superior performance finish in accordance with AAMA 2605 
with total dry film thickness of not less than  0.03 mm  1.2 mils ].

2.6   SOURCE QUALITY CONTROL

2.6.1   Window Assembly Structural Test

2.6.1.1   Test Sample Number

At least two sample window assemblies for each type of window provided 
must be tested, under an increasing uniform static load.  Number of 
samples, beyond two, is left up to the vendor.  However, it is noted that 
the acceptance criteria encourages a larger number of test samples.

2.6.1.2   Test Procedure

**************************************************************************
NOTE:   To assur e r ecei v i ng t he desi r ed bl ast  
r esi st ance pr ot ect i on,  wi ndow assembl i es pr ovi ded by 
Cont r act or  must  be exact l y as speci f i ed.   I f  
devi at i ons f r om t he speci f i ed r equi r ement s ar e 
sought  by t he Cont r act or ,  t he Cont r act or  must  
per f or m accept ance t est i ng f or  t he pr ovi ded bl ast  
r esi st ant  wi ndow assembl i es.

**************************************************************************

Test windows (glass panes and support frame) must be identical in type, 
size, sealant, gasket or bead and construction to those furnished by the 
window manufacturer.  The frame assembly in the test setup must be secured 
by boundary conditions that simulate the adjoining walls of the structure 
for intended installation.  The simulation securing boundary conditions 
must be verified and attested by an attending Professional Engineer.  
Using either a vacuum or a liquid-filled bladder, an increasing uniform 
load must be applied to the entire window assembly (glass and frame) until 
failure occurs in either the glass or frame.  Failure must be defined as 
either breaking of glass or loss of frame resistance.  The failure load, 
rf, must be recorded to three significant figures.  The load should be 
applied at a rate of 0.5 ru per minute where ru is the static design 
resistance:
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Glass Size Static Design Resistance

[_____] by [_____] mm  [_____] by [_____] 
inch

[_____] kPa  [_____] psi

2.6.1.3   Acceptance Criteria

The static load capacity (rs) of a glass pane for the specified acceptance 
test procedure is:

rs = 0.876 ru                                               (1)

The window assembly (frame and glass) is considered acceptable when the 
arithmetic mean of all the samples tested, r- such that:

r- => rs plus sA                                            (2)

where: rs = static load capacity of the glass pane for 
certification testing
s = sample standard deviation
A = acceptance coefficient (Table 1)

a.  Arithmetic mean/standard deviation:  For n test samples, r- is defined 
as:

r- = sum from i = 1 thru n for rfi divided by n             (3)

where rfi is the recorded failure load of the ith test sample.

The sample standard deviation, s, is defined as:

s = the square root of the quantity of the sum from i = 1 thru n for 
(rfi - r-2) divided by (n - 1)                          (4)

The minimum value of the sample standard deviation, s, permitted to be 
employed in Equation (2) is:

s = 0.145 rs                                                (5)

This assures a sample standard deviation no better than observed for the 
general population of tempered glass.

b.  Additional sampled determination:  The following equation can be used 
by tester to determine if additional test samples are justified.  If:

r- =< rs plus sB                                            (6)

then with 90 percent confidence, the design will not prove to be adequate 
with additional tests.  Obtain rejection coefficient, B, from Table 1.

SECTION 08 56 53  Page 24



Table 1.  Statistical Acceptance and
Rejection Coefficients

Number of 
Window 
Assemblies, n

Acceptance 
Coefficient, 
A

Rejection 
Coefficient, 
B

2 4.14 .546

3 3.05 .871

4 2.78 1.14

5 2.65 1.27

6 2.56 1.36

7 2.50 1.42

8 2.46 1.48

9 2.42 1.49

10 2.39 1.52

11 2.37 1.54

12 2.35 1.57

13 2.33 1.58

14 2.32 1.60

15 2.31 1.61

16 2.30 1.62

17 2.38 1.64

18 2.27 1.65

19 2.27 1.65

20 2.26 1.66

21 2.25 1.67

22 2.24 1.68

23 2.24 1.68

24 2.23 1.69
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Table 1.  Statistical Acceptance and
Rejection Coefficients

Number of 
Window 
Assemblies, n

Acceptance 
Coefficient, 
A

Rejection 
Coefficient, 
B

25 2.22 1.70

30 2.19 1.72

40 2.17 1.75

50 2.14 1.77

PART 3   EXECUTION

3.1   INSTALLATION

3.1.1   Method of Installation

Install in accordance with the window manufacturer's printed instructions 
and details.  Set windows at proper elevation, location, and reveal.  
Brace properly to prevent distortion and misalignment.  Bed screws or 
bolts in sill members, joints at mullions, contacts of windows with sills, 
built-in fins, and subframes in mastic sealant of a type recommended by 
the window manufacturer.  Install windows in a manner that will prevent 
entrance of water.  Fasten hardware to windows.

3.1.2   Glass Setting

Items to be glazed must be either shop or field glazed using glass of the 
quality and thickness specified or indicated.  Preparation and glazing, 
unless otherwise approved, must conform to applicable recommendations in 
the GANA Glazing Manual .  Windows may be glazed in conformance with one of 
the glazing methods described in the standards under which they are 
produced, except that face puttying with no bedding will not be 
permitted.  Handle and install glazing materials in accordance with 
manufacturer's instructions.  Use beads or stops furnished with items to 
be glazed, to secure glass in place.

3.1.3   Dissimilar Materials

Where aluminum surfaces are in contact with, or fastened to, masonry, 
wood, or dissimilar metals, except stainless steel or zinc, the aluminum 
surface must be protected from dissimilar materials as recommended in the 
Appendix to AAMA/WDMA/CSA 101/I.S.2/A440 .  Do not coat surfaces on which 
sealants are to adhere.

3.1.4   Anchors and Fastenings

Make provision for securing units to each other and to adjoining 
construction.

3.1.5   Adjustments After Installation

After installation of windows and completion of glazing and field 
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painting, adjust ventilators and hardware to operate smoothly and to 
provide weathertight sealing when ventilators are closed and locked.  
Lubricate hardware and operating parts as recommended by the manufacturer.

3.2   CLEANING

Clean interior and exterior surfaces of window units of mortar, plaster, 
paint spattering spots, and other foreign matter to present a neat 
appearance, to prevent fouling of weathering surfaces and 
weatherstripping, and to prevent interference with the operation of 
hardware.  Remove stained, discolored, or abraded windows that cannot be 
restored to their original condition, and replace with new windows.

3.3   SCHEDULE

Some metric measurements in this section are based on mathematical 
conversion of English unit measurements, and not on metric measurements 
commonly agreed to by the manufacturers or other parties.  The English and 
metric units for the measurements shown are as follows:

Products English Units Metric Units

Gaskets 3/8 inch 9.5 mm

Glass 1/4 inch 6.0 mm

5/16 inch 8.0 mm

3/8 inch 10.0 mm

1/2 inch 12.0 mm

5/8 inch 16.0 mm

3/4 inch 19.0 mm

7/8 inch 22.0 mm

1 inch 25.0 mm

        -- End of Section --
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