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SECTI ON 41 22 13. 33

PORTAL CRANE TRACK | NSTALLATI ON
05/ 10
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NOTE: This guide specification covers the
requi renents for procurenent, installation and
testing of portal crane trackage.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Format Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenments by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate informtion.

Renove i nformation and requirenments not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use this specification in conjunction with
the foll owi ng NAVFAC St andard Draw ngs that form
part of M L-DTL-82020 and M L-DTL-29229 and
followi ng Definitive Drawi ngs and UFC 4-860-02N
"Design: Trackage ." These are available in

i nch-pound units only.

NAVFAC NO./ Tl TLE

1404353 "Definitive Drawing - Fabricated Porta
Crane Track Switch Throw Li nkage"

1404354 "Definitive Drawing - Portal Crane Track
Switch Power Mechani sni
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1404355 "Definitive Drawing - Portal Crane Track
Turnt abl e Frog Power Mechani sni

Crane track material, especially fittings,
frequently require long lead time to becone
available to the Contractor. Ensure that the |ead
time required for material specified in this guide
specification is considered when project

construction tine is established.
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NOTE: TO DOMLCAD UFGS GRAPHI CS

G to
http://ww. wbdg. org/ffc/dod/unified-facilities-guide-specifications-ufgs/for

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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NOTE: Show the following information on the
proj ect draw ngs:

1. Existing material to be reused, if required
2. Crane rail systemtype

3. Crane wheel type

4. Rail curvature geonetry

5. Switch throw mechani sm

6. Uility Iine connections for power operated
switch throw nechani sm

7. Drainage for track fittings and switch throw
nmechani sm housi ngs

8. Rail alignnent and gage
9. Rail joint connection types
10. Welding nethod at each wel ded joi nt

11. Sketch No. 41 22 13.33-1 and Sketch No. 41 22
13.33-2

Schedul i ng restraints which inmpact on the
Contractor's tine or cost to performthe work
station operations affected by the Contractor's
wor k, and station operations which may affect the
performance of the Contractor's work shoul d be
addressed in Section 01 30 00 ADM NI STRATI VE

REQUI REMENTS. The following is a sanple paragraph
whi ch may be used in Section 01 30 00 ADM NI STRATI VE
REQUI REMENTS, par agraph "Special Scheduling

Requi renents. "

| NTERFACE W TH TRACK OPERATI ONS: Schedul e work to
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mnimze interference to crane, (train,) and
vehicular traffic operations. Crane and/or train
operations will be scheduled to mninize
interruptions to Contractor's work. However,
critical materials must be transported as necessary.
When it is required to transport critical naterial
over trackage where Contractor is working, or to
utilize portal cranes in work areas, CGovernment will
notify Contractor at |east 5 cal endar days, or as
requi red, in advance so that he may schedul e his
wor k accordingly. |If necessary, work scheduling for
the entire project will be discussed during the
pre-construction conference and present a proposed
wor k schedul e not later than 5 cal endar days (or as

requi red) after the pre-construction conference.
EE IR R I Sk S S I S S S R R Rk I I S kS R R Rk I S Rk I S I R Sk I O

PART 1 GENERAL

1.1 REFERENCES

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci fication when you choose to reconcile

references in the publish print process.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

AMERI CAN RAI LWAY ENG NEERI NG AND MAI NTENANCE- OF- WAY ASSOCI ATI ON

( AREMA)
ARENVA Eng Man (2023) Manual for Railway Engi neering
AREMA Track Pl ans (2008) Portfolio of Trackwork Pl ans

AMERI CAN SOCI ETY OF MECHANI CAL ENG NEERS ( ASME)

ASME B18.2.1 (2012; R 2021) Square, Hex, Heavy Hex, and
Askew Head Bolts and Hex, Heavy Hex, Hex
Fl ange, Lobed Head, and Lag Screws (Inch
Seri es)
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ASME B18. 2. 2

(2022) Nuts for General Applications:
Machi ne Screw Nuts, and Hex, Square, Hex
Fl ange, and Coupling Nuts (lnch Series)

AMERI CAN VELDI NG SOCI ETY ( AW5)

AWS D1.1/DL1. 1M

(2020; Errata 1 2021) Structural Welding
Code - Steel

ASTM | NTERNATI ONAL ( ASTM

ASTM Al

ASTM A36/ A36M

ASTM A49

ASTM A53/ A53M

ASTM A128/ A128M

ASTM A183

ASTM A283/ A283M

ASTM A325

ASTM A325M

ASTM C109/ C109M

ASTM C144

ASTM C157/ C157M

ASTM D1763

(2000; R 2018) Standard Specification for
Carbon Steel Tee Rails

(2019) Standard Specification for Carbon
Structural Steel

(2012; R 2019) Standard Specification for
Heat Treated Carbon Steel Joint Bars,

M croal | oyed Joint Bars and Forged Carbon
St eel Conpronmi se Joint Bars

(2024) Standard Specification for Pipe,
Steel, Black and Hot-Di pped, Zinc-Coated,
Wl ded and Seani ess

(1993; R 2017) Standard Specification for
Steel Castings, Austenitic Manganese

(2014; R 2020) Standard Specification for
Carbon Steel Track Bolts and Nuts

(2024) Standard Specification for Low and
Internediate Tensile Strength Carbon Steel
Pl ates

(2014) Standard Specification for
Structural Bolts, Steel, Heat Treated,
120/ 105 ksi M nimum Tensile Strength

(2014) Standard Specification for
Structural Bolts, Steel, Heat Treated, 830
MPa M ni mum Tensile Strength (Metric)

(2023) Standard Test Method for
Conpressive Strength of Hydraulic Cenent
Mortars (Using 2-in. or (50-mr Cube
Speci nmens)

(2018) Standard Specification for
Aggregate for Masonry Mortar

(2017) Standard Test Method for Length
Change of Hardened Hydraulic-Cenent Mortar
and Concrete

(2000; R 2013) Epoxy Resins
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1.

U S. DEPARTMENT OF DEFENSE ( DOD)

M L- DTL- 29229 (Rev B, Notice 1) Sw tches and Frogs,
Track, Fabricated, for Portal Cranes

M L- DTL- 82020 (1997; Rev C; Notice 1; CANC Notice 2)
Swi tches and Frogs, Track, Cast Manganese
Steel, for Portal Cranes

M L- STD- 1699 (1992; Rev B) Nondestructive Eval uation of
Butt Welds in Crane and Railroad Rails

2 SUBM TTALS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Review Submittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng subnittal
items in the text, to reflect only the subnmttals
required for the project. The Guide Specification
techni cal editors have classified those itens that
requi re Government approval, due to their conplexity
or criticality, with a "G'. GCenerally, other
submittal items can be reviewed by the Contractor's
Quality Control System Only add a "G' to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVMS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals required
as proof of conpliance for sustainability Quiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PRCOCEDURES.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Covernment approval is required for submttals with a "G' or "S"
classification. Subnmittals not having a "G' or "S" classification are for
Contractor Quality Control approval. Subnittals not having a "G' or "S"
classification are for information only. Wen used, a code follow ng the
"G' classification identifies the office that will review the submttal
for the Governnent. Submit the followi ng in accordance with Section

01 33 00 SUBM TTAL PROCEDURES:

SD- 02 Shop Drawi ngs

Crane track fittings; G [ 11
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Swi tch throw nechani sns and housings; C, |
Dr ai nage |ines connections; G [_ 11
Wl dabl e, adjustable rail clips; G |
| mpact pads; G, [__ 1]

SD- 03 Product Data
Rail materials; G [__ ]
joint bars and nethods of installation; G [___ ]
Rail clips; G |
Anchor bolts; G [_ ]
Gout; G [__ ]
Drai nage lines; materials, pipe, and fittings; C |

SD-06 Test Reports

Test for grout; G [_ ]

Visual inspection; G [ ]

U trasonic inspection of welded rail joints; G [__ ]
Load test; G G [__ ]

Thr ow nechani sm operational test; C [_ ]

Retesting; G [___ ]

SD-07 Certificates
Standard railway fittings; G |
Base plates; G [__ ]
Gout; G [_ ]
Aggregate materials; G |
Wel ding nethod; G [__ ]
wel der qualification; G [ ]

QUALI TY ASSURANCE

Wl der, Wel ding Method, and Wel der Qualification

Manual Shi el ded- Arc Wel di ng Method: AWS D1. 1/D1. 1V, submit

certification for each welder stating the type of welding and

positions qualified for, the code and procedure qualified under, date

qualified, and the firmand individual certifying the qualification
tests.
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b. Thermte Welding Method: Welder qualification requirenents for
thermte wel ding nethod are defined in Section 34 11 19.00 20 WELDI NG
CRANE AND RAI LROAD RAIL - THERM TE METHOD

3.2 Certifications Required
Submit certifications for standard railway fittings as outlined in AREA

Manual and for base plates, grout, and aggregate materials used in crane
track support in accordance with requirenents specified herein

.4 DELI VERY, STORAGE, AND HANDLI NG

Del i ver assenbled itens, and other materials to the job site in an
undamaged condition. Handle and store materials to protect agai nst danage
before and after delivery. [Prevent distortion of double-tongue swtches
in transit and storage.]

5 EXI STI NG CONDI TI ONS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: An additional description of existing
conditions may be included in this paragraph. If
there is doubt as to foundation |ocation, provide
for confirmation by the Contractor. A description
of any special conditions, such as any required

sal vage or reuse of existing crane track conponents

or fittings, may be included in this paragraph
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: When existing crane rail trackage is to be
renoved, use Section 34 11 00 RAI LROAD TRACK AND
ACCESSORI ES, subparts 1.2 38 through 1.2.46 as
applicabl e, or the EFD regi onal guide specification
for renpoval work. Provide specific requirenents for
renoval of crane rail trackage naterial. Wen
existing materials are to be reused, list materials
here and indicate quantities on project draw ngs.
The desi gner must determ ne the appropriateness of
reusing existing materials. Wen it is determ ned
that existing naterials to be reused require
recondi tioning, identify the materials and include
recondi tioning requirenments at the end of Part 2.

This "NOTE" applies to Parts 2 and 3.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Confirmexisting rail, rail fittings, foundations, and utility |ocations
by nmeans of a field survey. Do not prepare draw ngs before the conpletion
of field survey and neasurenents.

Submit details for [casting] [and] [fabrication] of fittings. |nclude
conpl et e di mensi oni ng, alignnment data, shop instructions, and a nateria
list indicating description and quantity of components and fasteners for
each fitting. Submt drawi ngs for each individual fitting which is
adequate to determ ne the conformance of fittings with project draw ngs
and as provided for herein. Show details of drainage connections from
fittings and housings to drain pipes.

SECTION 41 22 13.33 Page 9



Do not manufacture nmaterials until draw ngs have been approved.
PART 2 PRODUCTS

2.1 RAI L MATERI ALS
Provide new track naterial [except for existing material approved for
reuse. Performrenoval work as specified in Section 34 11 00 RAILROAD
TRACK AND ACCESSORIES. The following material is existing and nmay be
reused: [ 11.

2.1.1 Cr ane Rai

2.1.1.1 Rai | Section Wight and Hardness

Rk Ik Sk kR IR R R O O Ok e S S R AR Ik R R O o O R O I S bk b R

NOTE: Requirenments for mininumlength of closure
rail sections do not apply to stub rail sections
provi ded as part of fabricated crane rail fittings.

EE R R R S I R R R I R S R R R R R O S R R I R R R R R R R R

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: All references in this section to rai

section specify per yard (135-CR) crane rail. The
135-CR section is the nost common for new and
repl acenent portal crane track. In sone work, rai

sections other than 135-CR nmay be required for crane
use. These include heavier rail section or, for
connection to ol der existing installations, use of
60 kil ogram 132 pound or other railroad rail may be
speci fied. Make changes where rail sections are
required that are different than the 135-CR

This also applies to subparts 2.1.4 through 2.1.6,
and 2.2.1.

EE R I R R S I R R I R I R I R S R R R R S R R I R R R I R R R R O

AREVA Eng Man and ASTM Al. Rails nmust be [664] [ ] kg per neter [135]
[ ] pounds per yard in weight and be control-cooled, [fully
heat-treated,] [321 to 388] [250 minimun] Brinell hardness carbon stee

referred to herein as [135-CR | ]. Crane rail hardness nust not
exceed crane wheel Brinell hardness of [388] | ]. Provide standard 12
n 39 foot rail lengths except for closure rails. Provide closure rails in

one or two sections as long as practical, but in no case less than 4 m 13
feet |ong.

2.1.1.2 Met al | urgi cal Conposition

Provi de steel crane rail with chem cal conposition within the follow ng
limts:

a. Carbon, percent 0.67 to 0.82
b. Manganese, percent 0.60 to 1.00
c. Phosphorus, percent 0.04 nmaxi num

d. Silicon, percent 0.10 to 0.23
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e. Sulfur, percent 0.04 nmaxinmum
2.1.2 Joint Bars

ASTM A49 and AREVA Eng Man, Chapter 4. Provide heat-treated carbon stee
six-hole joint bars sized to fit the rail section

2.1.3 Track Bolts, Nuts, and Washers

AREVA Eng Man, Chapter 4. Provide track bolts not |ess than 23 mr one inch
in dianeter.

2.1. 4 Rail Cips

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Rail clips should be used on curves for

| ateral support. If rail clips are not used provide

some formof lateral restraint.
R I S Sk S S I R S I
Provide single clips and hol ders designed for tight fit and sized to match
[135-CR] | ] crane rail section.

2.1.5 [ Wl dabl e, Adjustable Rail dips

EE R I R R S I R R I R I R I R S R R R R S I R R I R R R S S R S R R

NOTE: Rail clips should be used on curves for
| ateral support. If rail clips are not used provide

some formof lateral restraint.
EE IR I b R S I I I I IR I I I IR I I R S R I I I I R I R I I R R I I I I I I R R I S I S b E b I IR I R I R I S I I b b I b b I b I

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: Use wel dable, adjustable rail clips if the

rail will not be permanently anchored in the

paverment. Adjustable rail clips are normally used

on overhead el ectric traveling cranes.
R I S S S S S I R I I R R S S O
Provi de wel dabl e, adjustable rail clips sized for [135-CR] | ] crane
rail section. Provide rail clips nmade by a nanufacturer currently
manuf acturing crane rail clips. Rail clips nust be forged steel which can

be welded directly to structural steel. Rail clip bolts nust conformto
ASTM A325N ASTM A325. Provide rail clips designed for a side thrust of
[ ] kg [ ] pounds. Provide rail clips designed to allow rai

renoval without the renoval of the wel ded portion of the rail clip.

12.1.6 [l npact Pads

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Use inpact pads where there will be a |l arge

nunmber of crane novenents or where vibration could

cause excessive wear on the crane or rail
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O
Provi de inpact pads sized for [135-CR [ ] crane rail section.
Provi de pads which are inpervious to water, oil, fuels, grease and
ultraviolet rays. Provide pads with vul cani zed reinforcing and
encapsul ated in synthetic rubber. The required properties are:

a. Shore hardness: [75 to 85] | ] to | ] degrees

b. Thickness (mnimum: [6] | ] my [1/4] [ ] inch

SECTION 41 22 13.33 Page 11



c. Utimte tensile strength (mMninmum: [17] [ ] MPa [2500] | ]
pounds per square inch

d. Reduction in |oad per square nm inch (mninmuny: [30] [___ ] percent
e. Tenperature range: Mnus 7 to 100 degrees C 20 to 212 degrees F

f. Wueel Load: [__ 1 kg [__ ] pounds

g. Crane rail bending stress (maximum: 75 percent of allowable bendi ng

The pads nust neet the required properties for a mninumof 1,000, 000
wheel passes at the maxi num perm ssi bl e wheel | oad.

12.1.7 El ectr odes

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: Welded rail joints are preferred for crane
rail except at connections between rail and rai
fittings such as switches and frogs where bolted
joints are reconmended. Indicate on the draw ngs
each joint type (bolted and/or welded). Acconplish
wel ded connecti ons between carbon steel rail and
rail fittings fabricated from carbon steel, using
either of the nethods identified in paragraph

"Wl ded Crane Rail Joints." Determine the welding
nmet hod(s) to be used and show on project draw ngs

| ocation of each wel ding method. Welded connections
bet ween carbon steel rail and cast manganese stee
are not reconmended. However, if the activity
requires a dissimlar nmetal wel ded connection such
as this, the cast manganese stub rail end section
nmust be prepared for welding in accordance with
Sket ch NFGS-14606-1. Use the nanual shielded arc
wel di ng nethod in accordance wi th paragraph "Manua
Shi el ded-arc Vel di ng Met hod" and el ectrodes in

accordance with paragraph "El ectrodes" . Thernite
nmet hod i s not acceptable for welding dissinlar
net al

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de AWS | ow hydrogen, high-tensile E 14018 or E 14016 el ectrodes.
Uilize electrodes of the snmallest practical dianmeter worked at the | owest
conpati ble current. Coating on | ow hydrogen type el ectrodes nust be

t horoughly dry when the electrode is used. Use el ectrodes taken from
hermetically seal ed packages within one hour of the tine the package is
opened. Dry electrodes not used within this one hour period and

el ectrodes taken from nonhernetically seal ed packages for at |east one
hour between 370 and 430 degrees C 700 and 800 degrees F before use.

Store dried el ectrodes at tenperatures between 110 and 200 degrees C 225
and 400 degrees F until used, or if not stored and not used w thin one
hour after this drying is conpleted,re-dry before use. [Do not use

el ectrodes whi ch have been wet.] [Hard surfacing rod used on top 3 nm 1/8
inch of rail heads nust be alloy with the follow ng conposition

a. Carbon, percent 0.4 to 0.6

b. Manganese, percent 4.0
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c. Chromium percent 18.0 to 21.0
d. Nickel, percent 9.0 to 10.5
e. Ml ybdium percent 1.2

f. lron, base

Heat railhead to a mninumtenperature of 260 degrees C 500 degrees F for
a distance of 200 mr 8 inches on each side of the joint before welding
overl ay.]

2.2 CRANE TRACK FI TTI NGS

Rk Ik Sk kR IR R R O O Ok e S S R AR Ik R R O o O R O I S bk b R

NOTE: Two types of crane rail fittings are
avai | abl e:

1. Manganese Steel Castings: Mst existing crane
track fittings are of this type, which has a
superior ability to withstand wear. These castings
are, however, costly when custom nanufactured, and
require long lead tinme to order

2. Fabricated (Build-up) Fittings: Fabricated
crane track switches and frogs are alternatives to
t he conventional cast fittings. They consist of
stock rails and a nunmber of steel plates bolted
and/ or wel ded together into the required
configuration. Due to the use of standard
conponents, nany nachi ne shops are capabl e of
produci ng fabricated fittings, thus reduci ng cost
and lead time. Fabricated fittings are, however,
heavi er and | ess wear-resistant than cast fittings.

Mlitary standards as listed in this guide
specification are available for both types of
fittings and paragraphs are provided for both types.
Del et e paragraphs referring to inapplicable types of
fittings. For further information on use of cast
and fabricated fittings contact:

Commrander

Atlantic Division

Naval Facilities Engineering Systens Comrand
Code 15C2

Bl dg. N-26, Room 234

Norfol k, VA 23511-6287

EE R I R R S I R R R I R I R S R R R R S R I R I R R R R R R R R

Provi de configuration and geonetry of fittings as indicated and as
specified herein. Substitutions will not be accepted. Fittings include
[switches] [and] [frogs] for use with crane wheels indicated.

2.2.1 Four-Rail Portal Crane Track Systens

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: There are two types of portal crane trackage
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systens in use in the Naval Shore Establishnent:

1. Four-Rail System This systemconsists of two
standard gage (railroad) tracks. The cranes for
this system are equi pped with single-flanged
wheels. Switches and frogs are of the standard
railroad type except for sone snall frog angles,
where turntable frogs may be required. For details
of two- and four-rail system applications, see UFC
4-860- 02N. This guide specification my be used for
either two-rail or four-rail crane track systens by
del eti on of inapplicable paragraphs describing the
use of specific types of switches and frogs. For
four-rail systens, additional references based on
Section 34 11 00 RAI LROAD TRACK AND ACCESSORI ES f or
Standard Gage Railroad Track may be used.

2. Two-Rail System The cranes for this systemare
equi pped wi th doubl e-fl anged wheels. Speci al
doubl e-t ongue swi tchpoints and ranp-type frogs are
required for this system Turntable frogs may al so
be required for small frog angles.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Crane track switches and frogs for use with single-flanged wheel s nust
conformto applicable requirements of the AREMA Eng Man and

AREVA Track Plans, with the following linmtations:

a. Provide fittings for use with [135-CR] | ] crane rail section.

[b. Provide turntable frogs.]

. 2.2 Two- Rail Portal Crane Track Systens

Crane track switches and frogs for use with double-flanged wheel s nmust be
special fittings neeting the follow ng requirenents:

.2.2.1 Cast Manganese Steel Doubl e- Tongue Switch Points

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: If deviation fromthe mlitary specification
i s necessary, include the phrase, "except as
specified in paragraph entitled " ." Either

specify the deviations in the appropriate paragraph
or list together in a new paragraph. This NOTE
applies to subparts 2.2.2.1 through 2.2.2.6
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M L- DTL- 82020 [, except as specified in paragraph [ ],] for use with
doubl e- fl anged wheel s. Provi de manganese steel castings conformng to
ASTM A128/ A128N. [Provi de doubl e-tongue switch points with rail curvature
geonetry indicated. Variations will not be accepted.] [Confirmswitch
poi nt di mensi ons by preparation of full-size patterns before nolds for
castings are made.] [Provide switch points for use in a single crane
track turnout in matched pairs.]

.2.2.2 Cast Manganese Steel Rigid Ranp-Type Frogs

M L- DTL- 82020 [, except as specified in paragraph [ ]1,] for use with
doubl e-fl anged crane [and railroad] wheels. Provide nmanganese stee
castings conformng to ASTM A128/ A128N. [Provide rigid frogs with frog
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angle and rail curvature geonetry indicated. Variations will not be
accepted.] [Cast half-crossings at the intersection of a crane rail and a
standard gage railroad track as an integral one- or two-piece unit.]

2.2.2.3 Cast Manganese Steel Turntable Frogs
M L- DTL- 82020 [, except as specified in paragraph [ ],] for use with
doubl e-fl anged crane [and railroad] wheels. Provide manganese steel
castings confornmng to ASTM A128/ A128N. [Provide turntable frogs with
frog angle and rail curvature geonetry indicated. Variations will not be
accept ed. ]

2.2.2.4 Fabri cat ed Doubl e- Tongue Swi tch Points

M L- DTL-29229 [, except as specified in paragraph [ ],] for use with
doubl e- fl anged wheels. [Provide doubl e-tongue switch points with rail
curvature geonetry indicated. Variations will not be accepted.] [Confirm

swi tch point dinmensions by preparation of full-size patterns before
fabrication is commenced.] [Provide switch points for use in a single
crane track turnout in matched pairs.]

2.2.2.5 Fabricated R gid Ranp- Type Frogs

M L- DTL-29229 [, except as specified in paragraph [ ]1,] for use with
doubl e-fl anged crane [and railroad] wheels. [Provide rigid frogs with
frog angle and rail curvature geonetry indicated. Variations will not be
accepted. ]

2.2.2.6 Fabri cated Turntabl e Frogs

M L- DTL-29229 [, except as specified in paragraph [ ]1,] for use with
doubl e-fl anged crane [and railroad] wheels. [Provide turntable frogs with
frog angle and rail curvature geonetry indicated. Variations will not be
accepted. ]

2.2.2.7 Manual | y- Operated Switch Throw Mechani sns and Housi ngs

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Manual | y-operated switch throw nmechani sns and
housi ngs are comercially available itens preferably
supplied and pre-tested by the swi tch manufacturer
whenever possible. NAVFAC Definitive Drawi ng No.
1404353, "Portal Crane Track Switch Throw Li nkage, "
contains definitive details for a manually operated
t hr ow nechani sm but may not be simlar to
commercially available units. |f paragraph entitled
"Power - Operated Switch Throw Mechani sm' is used,

t hen paragraph entitled "Manual |l y-Operated Switch
Thr ow Mechani sns and Housi ngs" mnust be used.

The power throw mechanismutilizes a hydraulic

| inear actuator of a manufacturer's standard design
enpl oying an electric or air-driven notor punp.
NAVFAC Definitive Drawi ng No. 1404354 "Portal Crane
Track Switch Power Mechani sni' and 1404355 "Port al
Crane Track Turntable Frog Power Mechani sni' contain
definitive details for the |ayout of a

power - operated switch throw nechani sm but nmay not be
simlar to comercially avail able designs. The

m ni mum performance characteristics for the NAVFAC
Definitive Design power throw mechani snms are as

fol |l ows:
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Tur nt abl e Frog:

Stroke: 300 mm 12 inches
Speed: 20 mmi's 3/4 inches per second

Force: 5 kN 1200 pounds working: 70 kN 16,000
pounds maxi mum

Swi tch Points:

Stroke: 250 mm 10 inches
Speed: 20 mmi's 3/4 inches per second

Force: 13 kN 3000 pounds working: 187 kN 42,000
pounds maxi mum

Satisfactory conmercially avail abl e power throw
nmechani sns for certain site specific crane rail
swi tches have recently been installed at:

Puget Sound, Naval Shipyard, Bremerton, Washington

The Public Wrks Departnents at that activity may be
able to provide additional information pertaining to
these units. |f paragraph "Power-CQperated Switch
Throw Mechanism " is used, then paragraph

"Manual | y- Operated Swi tch Throw Mechani sns and

Housi ngs, " mnust be used.

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

a. Provide switch points in a single crane track turnout (including
turnouts containing shared railroad tracks) to operate simultaneously
by a single throw nechani sm

b. Provide each switch with a nanually operated throw nechani sm
[Provide switch throw as indicated.] [Provide switch throw designed
and fabricated by the manufacturer of the switch point.] Base the
design on a [bell crank] [lever] operator principle so that the switch
can be readily and easily operated by one person w thout causing
danmage to the |inkage or conponent parts.

c. Provide throw nmechanismto automatically lock into place at the end of
the throw in both operating positions.

d. Provide throw handl es which indicate the position of the swtch,
easily accessible, and visible to the crane operator

e. [Provide visible indicators capable of being seen by the crane
operator to indicate position of swtch.]

f. Provide throw mechani smof a heavy-duty type for specific use with
doubl e-fl ange wheel crane rail fittings.

g. Provide linkage oriented 90 degrees to the switch tongue.

h. Al conponent parts must be readily accessible to allow for
i nspection, cleaning, maintenance and easy renoval and repl acenent of
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parts.

i. Provide turn buckles of the open type to permt inspection to ensure
engagenment of ends of threaded rods.

j. Provide rods and throw |inkage conponents adequately sized and
|aterally supported to prevent bendi ng and buckling during operation.

k. Provide box housing frames bolted to base plates and equi pped with
heavy-duty cover plates designed to fit neatly over the housing frane.

. [When an unequal throw is required for crane track switch points,
achi eve throw usi ng nechani cal bar |inkage and not by use of | ost
noti on spring action.]

m [Lost notion utilizing a spring systemaction may be enployed to
facilitate the operation of a railroad switch used in conjunction wth
the throw of a crane rail switch.]

2.2.2.8 [ Power - Operated Switch Throw Mechani sm
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NOTE: If deviation fromthe mlitary specification
i s necessary, include the phrase, "except as
specified in paragraph entitled " ." Either

specify the deviations in the appropriate paragraph
or list together in a new paragraph.

Manual | y- operated switch throw nechani sns and

housi ngs are comercially available itens and shoul d
be supplied and pre-tested by the switch

manuf act urer whenever possible. NAVFAC Definitive
Drawi ng No. 1404353, "Portal Crane Track Switch
Throw Li nkage," contains definitive details for a
manual |y operated t hrow mechani sm but may not be
simlar to comercially available units. |If

par agraph entitled "Power-Qperated Switch Throw
Mechani smt' i s used, then paragraph entitled

"Manual | y- Operated Swi tch Throw Mechani sns and
Housi ngs" nust be used.
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Provi de power-operated switch throw nechanismwith all the features
specified for the manual |y operated switch, except renove the throw handl e
mechani sm (and retain at the site for backup operation) and allow the
switch operation to be acconplished with the aid of a hydraulic |inear
actuator driven by [conpressed air] [electric] power. Provide utility

| ine connections to the power unit as indicated. M ninum performance
characteristics for [turntable frog] [switch point] are as foll ows:

a. Stroke: [__ ] mm[___ ] inches

b. Speed: [___ ] mis [___ ] inches per second
c. Force: [___ ] Nwrking [ ] pounds

[d. [ ] NI ] pounds maxi mum
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12.3 DRAI NAGE LI NES FOR FI TTI NGS

Provide stormwater drains for [turntable frogs,] [double-tongue swtch
points,] | ] and [t hrow nechani sm housi ngs] to prevent ponding of
water therein. Provide 100 mr 4 inch diameter steel drainage pipe lines
conformng to ASTM A53/ A53NV to drain the fittings and housi ngs as

i ndi cated. Sl ope pipes not |ess than 2 percent.

2.4 FOUNDATI ON MATERI ALS
2.4.1 Base Pl at es

ASTM A36/ A36N or ASTM A283/ A283N. [Provide continuously wel ded pl ates,

except where existing crane rail base covers the joint between the
plates.] [Stagger rail joints and base plate joints.] Shape plates to

conformto the configuration of rail curvature and to each speci al

fitting. Mninumw dth of plates under rails must be 300 mr 12 inches.

M ni mum | ength of plates nmust be 1200 mr 4 feet and naxi mum | ength 3000 nm
10 feet. M ninmum edge di stance for holes as indicated. Provide [28]

[ ] mm [1 1/8] [ ] inch dianmeter anchor bolt holes, field or shop

fabricated. Provide grouting holes 50 mm 2 inches in diameter in plates

wi der than 900 mr 3 feet. Center grout holes, spaced approxi mately 600 mr
2 feet apart, and locate so as not to interfere with the proper function
of the plate.

2.4.2 Anchor Bolts

ASTM A183, square head [25] [ ] mr 1] ] inchdi ameter steel
Provi de each bolt with two finished hexagon nuts and one spring washer
Provide bolt threads confornmng to ASME B18.2.1, and nuts and threads to
ASME B18.2.2. [For bolts fastened to existing grade beans deternine
lengths in the field after the el evation of the concrete support beans has
been determ ned and the finished profile grade fromthe draw ngs has been
taken into consideration.] [Mnimmlength of anchor bolt is | ] m

[ ] inches.]

2.4.3 Nonnetal I i ¢ Nonshri nk G out

Provi de grout under base plates as indicated. Provide high early
strength, nonshrink, nonnetallic grout, with components passing the No. 4
sieve and proportioned so as to provide a 3-day conpressive strength of

not less than [28] [45] MPa [4,000] [6,500] psi as deternined by

ASTM C109/ C109lV, an expansion-to-original length ratio of 0.018 to 0.020
as determned by ASTM C157/C157N. As an option, conmercial prem xed grout
may be used if it neets the strength, workability, nonshrink, and

nonmetal lic requirements herein specified. Wen the depth of grouting
exceeds 25 mr one inch, the addition of crushed stone, 6 to 10 mv 1/4 inch
to 3/8 inch maxi mum size, to the grout mixture will be allowed. The ratio
of grout to crushed stone by wei ght nmust be maxinmum 2:1 or as specified in
the manufacturer's instructions. After installation, cure the nonshrink
grout a mininumof 3 days in accordance with the curing requirenments as
recommended by the manufacturer

2.4.4 Epoxy G out
ASTM D1763, two conmponent, Grade 1. Provide epoxy grout for cored anchor

bolt holes in existing concrete grade beans. Aggregates for epoxy grout
must conformto ASTM Cl44.
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2.4.5 Portl and Cenment Concrete

Provi de concrete for flangeways, [grade beans] and [encasemnents]
conformng to Section 03 30 00 CAST-1 N PLACE CONCRETE

2.5 STANDARD GAGE RAI LROAD TRACK
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NOTE: Use Section 34 11 00 RAI LROAD TRACK AND
ACCESSORI ES and AREMA Eng Man and PTWP for standard
gage railroad track intersecting with crane tracks.
Provi de specification for guardrails as required
opposite rigid frogs for use by standard gage
wheels. Were guardrail flangeway is for use by
crane wheel s, provide adequate flangeway w dth or
flare. For a railroad in dual gage with crane
track, add references as required for half ties or
rail on grade beam foundati on.

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

In accordance with Section 34 11 00 RAI LROAD TRACK AND ACCESSORI ES.
2.6 AL FOR TRACK FI XTURES

Meet the follow ng requirenents:

a. Flash point, minimum 57 degrees C 135 degrees F

b. Asphalt, 100 penetration, mninmm45 percent viscosity, saybolt
Universal: 54 degrees C 130 degrees F, 240 to 350 seconds

PART 3 EXECUTI ON
3.1 WORKMANSHI P

Handl e fittings, rails, and accessories to avoid kinking or other damage.
Mai ntain tracks in proper grade, alignment, curvature, and gage.

3.2 | NSTALLATI ON OF CRANE TRACK AND FI TTI NGS

3.2.1 Crane Rails

Install crane rails to the alignnent indicated. Install rails atop
conti nuous steel base plates with anchor bolts and rail clips. Do not
bend rail in the field, but preformrail to the required radii in a plant

prior to installation. [Assenble the entire curved layout with all pieces
mat ch-marked.] Conpletely lay out and mark in the field and have approved
by the Contracting O ficer before any portion of crane rail alignnent is
installed. Tolerances are as follows:

a. Horizontal alignnent: Place rails within plus or mnus 6 mr 1/4 inch
of the designed rail centerline alignment indicated.

b. Crane track gage: Provide track gage between rail heads within plus or
mnus 12 mr 1/2 inch of the design gage indicated. Crane rail gage is
neasured fromcenterline of rail to centerline of rail

c. Vertical alignment: Place top of rails within plus or mnus 3 mr 1/8
inch of the designed rail elevation indicated.
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3.

d. Cross-level elevation: Elevation differences between rails nust not
exceed 3 nmr 1/8 inch.
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NOTE: Regarding the text below, use Section 34 11 00
RAI LROAD TRACK AND ACCESSORI ES and AREMA Eng Man and
PTWP for standard gage railroad track intersecting
with crane tracks. Provide specification for
guardrails as required opposite rigid frogs for use
by standard gage wheels. \Were guardrail flangeway
is for use by crane wheels, provide adequate
flangeway width or flare. For a railroad in dua

gage with crane track, add references as required

for half ties or rail on grade beam foundation
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e. Were the crane rail also serves as one rail of a standard gage
railroad track, gage the railroad rail fromthe crane rail based on
standard gage requirenents in accordance with Section 34 11 00
RAI LROAD TRACK AND ACCESSORI ES.

2.2 Wl ded Crane Rail Joints
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NOTE: Welded rail joints are preferred for crane
rail except at connections between rail and rai
fittings such as switches and frogs where bolted
joints are reconmended. The project draw ngs nust

i ndi cate each joint type (bolted and/or wel ded).

Wl ded connections between carbon steel rail and
rail fittings fabricated fromcarbon steel, if
desired, may be acconplished using either of the
net hods identified in paragraph "Wl ded Crane Rai
Joints." Determne the welding nethod(s) to be used
and show | ocati on of each wel ding nethod on project
drawi ngs. Wl ded connections between carbon stee
rail and cast nmanganese steel are not reconmended.
However, if the activity requires a dissimlar neta
wel ded connection such as this, the cast manganese
stub rail end section nust be prepared for wel ding
in accordance with Sketch 14606-1. Use the manual
shi el ded arc wel ding method in accordance with

par agraph "Manual Shi el ded-arc Wl di ng Met hod" and
el ectrodes in accordance w th paragraph

"El ectrodes". Thermite method is not acceptable for
wel di ng di ssimlar netal

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

Weld crane rail joints [, except those joints at fittings]. The welding
toget her of rails which have been bored for bolted joints is not

permtted. Cean rails of foreign substances prior to welding. [Wlded
conprom se joints must be by the thermite method.] Align and weld rail in
accordance with the recommendati ons and specifications of the nanufacturer
and supplier of the particular welding process used. Do not weld when the
rail tenperature is |lower than that recommended for the wel ding nethod
used. Use the follow ng method[s].
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3.2.2.1 Therm te Met hod

In accordance with Section 34 11 19.00 20 WELDI NG CRANE AND RAI LROAD RAI L
- THERM TE NMETHOD.

3.2.2.2 Manual Shi el ded- Arc Wel di ng Met hod

AWS D1.1/D1.1N and the follow ng:
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NOTE: Regarding the text bel ow, when manua

shi el ded-arc wel ding nethod is specified, prepare
rail ends in accordance with Sketch No. NFGS-41 22
13.33-1. Show sketch infornmation on the project

dr awi ngs.
EE IR R I Sk S S I S S S R R Rk I I S kS R R Rk I S Rk I S I R Sk I O

a. Prepare rail end as indicated and as specified herein. Bevel ends of
the rails at approxi mately 35 degrees full bevel on the head, 35
degrees doubl e bevel on the web, and 35 degrees full bevel on the
upper side of the base. Retain a narrow "nose" of approximtely 2 mr
1/16 inch of original rail-end face across the base and up the web,
foll owi ng beveling operation, to pernmit proper alignment of rai
ends. Wen beveling with a torch, first preheat each rail end to 260
degrees C 500 degrees F. After torch cutting, grind off scale and
oxides. Gind level faces only after preheating. Use proper grinding
wheel and speed to avoid grinding "burns" or formation of "hard spots"”
fromlocalized overheating.

b. Align the beveled rail ends, allow ng approximtely 3 mr 1/8-inch root
cl earance, and place a copper shimunder the joint opening. Canp the
rails during the welding with up to 6 my 1/4 inch vertical canber
(ends high) in 1200 mr 4 feet, centered over the joint to conpensate
for contracting distortion.

c. Preheat the joint area to approximately 260 degrees C 500 degrees F
for a distance of 150 to 200 mr 6 to 8 incheson each side of the joint
using a suitable heat source, such as an oxy-acetyl ene or propane
torch.

d. Initiate arc welding of the joint imrediately after preheating in the
foll owi ng sequence: base, web, and head. Wl d alternately on both
si des of base and web. Do not entrap foreign material, such as slag,
inthe weld. &Gind, chip, or arc-air the root of the initial weld to
sound netal before welding is started fromthe second side. Mintain a
260 degrees C 500 degree F to noderately higher interpass
tenmperature. Proceed with welding until the joint is conpleted and
sufficient netal has been deposited to permit grinding to finish
contour in the head area. Provide slight reinforcenment of the web and
top of the base areas.

e. Postheat the joint area to approximately 370 degrees C 700 degrees F
i medi ately after the wel ding operation, using the same technique for
preheating. After postheating, protect the weld area against rain and
snow and cool as slowy as possible by covering with an insulating
bl anket .

f. Gind the excess deposited weld nmetal fromsides and top of rail head
usi ng heavy-duty grinder. Heat area of the weld to at |east 290
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degrees C 550 degrees F before and during grinding. Gind the area
snooth, finishing to within plus or mnus 0.5 nmr 0.020 inch of
original contour. Use proper grinding wheel, speed, and rate of neta
renoval to avoid grinding "burns" or formation of "hard spots" from

| ocal i zed overheating. Prevent grinding cracks.

g. Measure tenperatures specified by tenperature pencils.

3.2.2.3 El ectrical Flash-Butt Method

Wl di ng process nust conformto applicable provisions of Chapter 4 of
ARENA Eng Man.

.2.3 Bolted Rail Joints
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NOTE: Welded rail joints are preferred for crane
rail except at connections between rail and rai
fittings such as switches and frogs where bolted
joints are recomended. Indicate on project

drawi ngs each joint type (bolted and/or wel ded).

Wl ded connecti ons between carbon steel rail and
rail fittings fabricated from carbon steel, if
desired, may be acconplished using either of the

net hods identified in paragraph "Wl ded Crane Rai
Joints." Determne the welding nethod(s) to be used
and show | ocati on of each wel ding met hod on

drawi ngs. Wl ded connections between carbon stee
rail and cast manganese steel are not reconmended.
However, if the activity requires a dissimlar netal
wel ded connection such as this, prepare the cast
manganese stub rail end section for welding in
accordance with Sketch 14606-1. Use the nmanual
shi el ded arc wel ding method in accordance with

par agraph "Manual Shi el ded-Arc Wl di ng Met hod" and
el ectrodes in accordance with paragraph

"El ectrodes". Thermite nmethod is not acceptable for

wel ding dissimlar netal.
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[Provide bolted joints at rail connectors.] [Provide bolted rail joints
to connect crane rail to crane rail fittings.] Bolted joints will be
permtted for connection of crane rail fittings to intersecting railroad
rail not for use by cranes. Chanfer rail head at joints in accordance
wi th ARENVA Eng Man

.2.3.1 Joint Bars

Install joint bars with the full nunber of bolts, nuts and washers. After
track has been tested as provided for herein and before flangeway concrete
i s poured, check and tighten bolts. The openi ngs between rail heads mnust
not deviate nmore than 3 mr 1/8 inch fromthe opening reconmended for a

gi ven tenperature. Vertical or horizontal msmatch at joints nust not
exceed 2 mr 1/16 inch. Joints nmust conformto applicable ARENVA Eng Man
Tighten joint bar bolts to a tension no | ess than the proof |oad given in
ASTM A183. Performtightening with a properly calibrated wench[ or by
turn of the nut nethod].
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3.2.3.2 Conprom se Joints

Provi de bolted [and wel ded] conpronise joints for connection of adjoining
rails or fittings of differing cross sections. Make joints by neans of
ei ther cast or fabricated conprom se bars or welded transition rails.
Provide step chairs, as required, at joints of rails of differing height.
Provi de conpromise joints with proper allowance for rail wear. The offset
of conmprom se joints or of either surface or gage alignnment nust not exceed
3 mr 1/8 inch. Rails at conpromise joints of rails for double-fl anged
wheel s nmust have the centerlines of the rails in alignment and provide a
snooth surface along the top of rails. Gind edges of the w der of the
two rail heads snooth over a minimumtransition I ength of 450 mr 18 inches.
Heat area to be ground to at | east 290 degrees C 550 degrees F before and
during grinding. Clad welding is not pernitted to achieve transitions for
conprom se joints. [Align conpronmise joints of rails for single-flange
wheel s only along top and gage side of rails.] [Use thermte nethod to
wel d conpronise joints.]

3.2. 4 Anchor Bolts

Provi de pairs of anchor bolts for connection of rail clips and crane rails
to base plate and supporting grade beam At crane track fittings, provide
separate groups of anchor bolts for connection of fittings to base plate
and to supporting grade beam [Install anchor bolts with epoxy grout
specified herein into 50 mr 2 inch dianmeter holes drilled into existing
concrete rail support beans.] [Cast anchor bolts into new concrete grade
beanms.] Tighten anchor bolt nuts to snug tight using the effort of an
ordinary man with a 6'-0" spud wench. Performtightening with properly
calibrated wenches [or by turn of nut method]. Make Iongitudinal spacing
as indicated.

3.2.5 Base Pl ates
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NOTE: Install base plates in accordance w th Sketch
No. NFGS-41 22 13.33-2. The sketch is based on 61
kil ogram 135 pound crane rail and shoul d be nodified
as required to reflect actual size of crane rail to
be installed. Show sketch information on the

proj ect draw ngs.
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Install as indicated and as specified herein. |Install 25 nmr 1 inch thick
base plates to support rail, switches, frogs, and throw nmechani sm

housi ngs. Shape base pl ates, as necessary, under [swi tches] [and]
[frogs]. Furnish plates with anchor bolt holes |located and drilled in

field or shop fabricated; use as tenplate for setting anchor bolts. Do
not enlarge bolt holes in the field. Do not torch, cut holes. Provide
finished plate free of bows, bends, and |ips, and cleaned of grease and
oil. After installation of rail, vertically align base plates to within
plus or mnus 3 mr 1/8 inch of the profile grade el evation indicated by
adj ustment of base |leveling nut and washer underneath plates. After
installation, check to ensure proper grade and alignnent of the base
plates and install tenporary hol d-down nuts before grouting w th nonshrink
grout. After grout has hardened, and with rail clips, crane rail, and
fittings in place, tighten anchor bolt nuts to snug tight using the effort
of an ordinary man with a 6'-0" spud wench.
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. 2.6 Crane Track Fittings
.2.6.1 Crane Switches

Install fittings and throw nechani snms atop steel base plates and align
vertically by means of leveling nuts as indicated. Connect switch points
to adjacent rails by nmeans of [bolted] [welded] joints. [Secure the nuts
of bolted joints in place with a cotter pin through the bolt.] Install

t hr ow nechani sns conplete in housings as indicated. Mechanisns mnust
operate snoothly and reliably and hold the switchpoints in position
securely, against notion of crane wheels.

.2.6.2 Ri gi d Frogs

Install crane track rigid frogs atop steel base plates and align
vertically be nmeans of leveling nuts as indicated. Connect to adjacent
crane rails [and railroad rails] by neans of [bolted] [wel ded] joints.

.2.6.3 Tur nt abl e Frogs

Install frog [and throw nechani sn] atop steel base plates and align
vertically by means of leveling nuts as indicated. Connect fittings to
adj acent rails by nmeans of [bolted] [welded] joints. |Install throw arm
conplete in housings as indicated. Mechani smnust operate snoothly and
reliably, and hold the turntable in position securely, against notion of
crane wheel s.

L2.7 St andard Gage Railroad Tracks
Install in accordance with Section 34 11 00 RAI LROAD TRACK AND ACCESSORI ES.
. 2.8 O ling Track Fixtures

Swab [track bolts,] [switch points,] [throw nmechanisnms,] and [joint bars]
with oil specified.

.2.9 Concrete

Install concrete for flangeways [, grade beams] and [encasenments] in
accordance with Section 03 30 00 CAST-I N PLACE CONCRETE.

.3 CLEANUP

Upon conpl etion of the work, clear job site of equipnent, surplus
material, and debris. [Di spose of such material [off Government property]
[at the site indicated].] [Disposal is as required in Section 01 57 19
TEMPORARY ENVI RONMENTAL CONTROLS. ]

.4 FI ELD QUALI TY CONTROL
.4.1 Test for Gout

Verify nonnetallic, nonshrink grout strength during placement of grout at
daily intervals by nmolding and testing standard cubes of sanples taken at
the job site. Take three test cubes each day for grout placed that day.
Mol d and cure test specinens in accordance with ASTM C109/ C109N.  Furnish
necessary | abor, materials, and facilities for nolding the sanples and for
handl i ng and storing the cubes at the site of the work. Transport cubes
to the | aboratory not sooner than 24 hours after nolding. Test specinens
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for conpressive strength in accordance with ASTM C109/ C109N. G out
strength test evaluation is the average of the strengths of specinens

tested at 3 days.

3.4.2 Vi sual | nspection

Inspect rail fittings thoroughly. |Inspect for defects that m ght hinder
sati sfactory operation. [lnspect bolted joints for |oose bolts and snooth
transitions between rails of different sections.] Inspect each wel ded

joint thoroughly after renoval of the nold and grinding of excess netal
Correct or replace welds containing surface cracking, slag inclusion, gas
pockets, and | ack of fusion. Method of correction nust be approved by the

Contracting Oficer.

3.4.3 U trasonic I nspection of Wlded Rail Joints

[ The Government will inspect each weld ultrasonically follow ng the visua
i nspection.] Performultrasonic inspection and testing of each weld in
accordance with M L-STD-1699. Correct or replace defective welds. Cean

rails at testing locations as directed by Contracting Officer. The nethod
of correction nmust be approved by Contracting Oficer

3.4.4 Load Test
Load test of trackage will be perforned by the Governnent prior to work on
concrete flangeways, encasenents, and pavenent. The load test is to be

performed after conpletion of track work, but before rails are

covered by

concrete flangeways and encasenents. The |load test for crane trackage

consists of a portal crane supporting a | oad designated by the

Contracting

O ficer traversing new track work. The crane nust operate wi thout
difficulty, wi thout binding of crane wheel flanges, or w thout visible
rail deflection. Vertical novenent of the ends of crane [switches] [and]
[turntabl e frogs] nust not exceed 3 nm 1/8 inch during the passage of any

crane. Correct or replace defective welded rail joints, rail

and

fittings. Correct the causes of excess deflections, and retighten anchor

bolts | cosened under crane wheel | oading.

3.4.5 Thr ow Mechani sm Operati onal Test

Test throw nechanisns for effectiveness, security, integrity, and

reliability in accordance with the operational requirenents of
nmechani cal and el ectrical sections of the specifications.

3.4.6 Ret esti ng
Retest corrected and repl aced itens.

3.4.7 Record Drawi ng Survey

t he
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NOTE: A Record Draw ng survey may be required where
al i gnment of crane rails, gage reduction, or
orientation of fittings is expected to be critica

or problematic. The survey nmay be perforned by
Contractor, Governnment, or independent surveyor.
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NOTE: Include bracketed (last) sentence if
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Contractor is to performrecord drawi ng survey.
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At conpletion of crane track replacement work, and before start of work on
concrete flangeways, encasenents, and paving, [perform a record draw ng

survey of crane track alignnent [will be performed by Contracting
Oficer. Notify Contracting Oficer | ] cal endar days in advance of
the availability of the crane trackage for conducting the survey.
Execution of the survey will require | ] days for conpletion].
Devi ati on of record drawi ng horizontal crane rail alignment in excess of
tol erances specified herein will constitute grounds for rejection of the

work. Surveys, in addition to the initial survey nade necessary by
nonconformng work, are at Contractor's expense. [Provide two sets of
full-size contract drawi ngs nmarked-up to show record draw ng conditions.
The requirenents for these surveys are in addition to the requirenments of
Division 1 for quality control.]

-- End of Section --
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