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SECTION 09 97 10.00 10

VETALLI C COATI NGS FOR HYDRAULI C STRUCTURES
08/ 21
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NOTE: This guide specification covers the

requi renents for preparation of surfaces and
application of netallized coatings for hydraulic
structures. This section was originally devel oped
for USACE Civil Wirks projects.

Adhere to UFC 1-300-02 Unified Facilities Cuide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Renove i nformation and requirenments not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)
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PART 1 GENERAL
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NOTES: The protective netallic coating systens
listed have limted applicability at this tine.

Sone states and municipalities have stringent
regul ati ons governing the use of architectura
coatings containing volatile organi c conpounds
(VOC). Many of the coating systens found in Section
09 97 02 PAINTING HYDRAULI C STRUCTURES, do not

meet VOC regul ations in sone regions of the country.

The coating systens contai ned herein are suitable

substitutes for the paint systens in Section 09 97 02
and may be used should air pollution regulations so
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dictate. It should be noted that some of the sealer
and paint coats reconmended in this guide may al so
not be VOC-conpliant in sone regions of the country.

The use of netallizing system6-Z-A is advocated for
use on steel imersed in very turbulent, ice- and
debris-laden fresh waters. Exposures such as this
may erode and cause total failure of the standard
abr asi on-resi stant paint systens found in Section
09 97 02 in as little as 1 year. System6-Z-A wth
appropriate sealing and top coating, wll provide
superior protection for this type of severe service

The use of netallizing system8-A is endorsed for
hi gh tenperature atnospheric exposures. Paint
coatings do not generally performas well as therm
spray coatings of alum numfor high tenperature
exposures such as stacks. The use of netalli zing
system 6-Z-A is recommended for use as a zebra
nussel repellent coating where the use of such a
coating is deenmed necessary. System6-Z-A is |onger
lived and has a | esser environmental inpact than
conventi onal copper-containing antifouling
coatings. The use of this guide specification
should be linmted to work described in this note.

The netal lizing systems described in this docunent
are intended for corrosion protection of cold and
hot rolled steel. Metallizing systens described
herein are not intended for use on stainless steel

al um num bronze, copper, plastic, rubber, wood,
masonry, and painted surfaces. Coating systens
cont ai ned herein should not be specified for potable
water tank interiors, moving parts or wear surfaces
of machinery, or for surfaces subject to strong

aci ds or bases.

For further technical assistance contact:

US Arny Construction Engi neeri ng Research Laboratory
Attn: CECER-FL-M (Tel 217-373-7237)

P. O Box 9005

Chanpai gn, |IL 61826-9005
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LUVP SUM PRI CE
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NOTE: If Section 01 20 00 PRI CE AND PAYMENT
PROCEDURES i s included in the project
specifications, this paragraph title (LUWP SUM

PRI CE) should be deleted fromthis section and the
remai ni ng appropriately edited subparagraphs bel ow
shoul d be inserted into Section 01 20 00.

EE R R R S I R R I R I R S R R R R S I R R I R R R R R R R R

1

Payment will constitute full conpensation for furnishing all plant,

1

Payment
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mat eri al s and equi pnrent and perform ng all operations necessary for
netal lizing hydraulic structures as specified.

1.1.2 Unit of Measure
Unit of measure: Lunp Sum

1.2 REFERENCES

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organization, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci fication when you choose to reconcile

references in the publish print process.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

AVERI CAN SOCI ETY FOR QUALITY (ASQ

ANSI / ASQ Z1. 4 (2008; R 2013) Sanpling Procedures and
Tabl es for Inspection by Attributes

AMERI CAN VELDI NG SOCI ETY ( AWB)
AWS A5. 01M A5. 01 (2019; R 2024) Procurerment Cuidelines for
Consumabl es - Wl ding and Al lied Processes

- Flux and Gas Shielded Electrical Wlding
Processes

AWS C2. 25/ C2. 25M (2012; R 2018) Specification for Therma
Spray Feedstock -- Solid and Conposite
Wre and Rods

AWS 749.1 (2021) Safety in Wl ding and Cutting and
Al lied Processes

ASTM | NTERNATI ONAL (ASTM
ASTM D3951 (2018) Commerci al Packagi ng

ASTM D4285 (1983; R 2018) Indicating Gl or Water in
Conpressed Air
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ASTM D4417 (2021) Standard Test Methods for Field
Measurenent of Surface Profile of Bl ast
Cl eaned St eel

ASTM D4541 (2022) Standard Test Method for Pull-Of
Strength of Coatings Using Portable
Adhesi on Testers

ASTM D7091 (2021) Standard Practice for
Nondestructive Measurement of Dry Film
Thi ckness of Nonmagnetic Coatings Applied
to Ferrous Metals and Nonnagneti c,
Nondestructive Coatings Applied to
Non- Ferrous Metal s

ASTM E337 (2015; R 2023) Measuring Humidity with a
Psychroneter (The Measurenment of Wt- and
Dry-Bul b Tenper at ur es)

COVMPRESSED GAS ASSCCI ATI ON ( CGA)

CGA P-1 (2022) Standard for Safe Handling of
Conpressed Gases in Containers; 13th
Edi tion

| NTERNATI ONAL SAFETY EQUI PMENT ASSOCI ATI ON (| SEA)

ANSI /| SEA 787. 1 (2020) Cccupational and Educati onal
Personal Eye and Face Protection Devices

ANSI /| SEA Z89. 1 (2014; R 2019) American National Standard
for Industrial Head Protection

NATI ONAL FI RE PROTECTI ON ASSOCI ATI ON ( NFPA)
NFPA 70 (2023) National Electrical Code
NATI ONAL | NSTI TUTE FOR OCCUPATI ONAL SAFETY AND HEALTH ( NI OSH)

NI OSH 2003- 154 (2003; 4th Ed; Supple 3) N OSH Manual of
Anal yti cal Methods

SOCI ETY FOR PROTECTI VE COATI NGS ( SSPC)

SSPC AB 1 (2015; E 2017) Mneral and Sl ag Abrasives

SSPC AB 2 (2015; E 2016) Cdeanliness of Recycled
Ferrous Metallic Abrasive

SSPC AB 3 (2023; R 2023) Ferrous Metallic Abrasive

SSPC SP 5/ NACE No. 1 (2007) White Metal Blast d eaning

U S. ARW CORPS OF ENG NEERS (USACE)

EM 385-1-1 (2024) Safety -- Safety and Occupati onal
Heal th (SOH) Requirenents
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U. S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)

29 CFR 1910 Qccupational Safety and Heal t h Standards
29 CFR 1910. 20 Access to Enpl oyee Exposure and Medi cal
Recor ds

29 CFR 1926 Saf ety and Health Regul ations for

Construction
42 CFR 84 Approval of Respiratory Protective Devices
1.3 DEFINTIONS
1.3.1 Metal I'i zi ng

Refers to any of several application nmethods for depositing sprayed-neta
coati ngs.

1.3.2 Wre Flane- Spray

A nmetallizing process in which netallic wire is nelted in an oxygen and fue
gas flane and is dispersed with an airstream

1.3.3 Ar c- Spr ay

A metallizing process in which netallic wire is nelted by an electric arc
and is dispersed with an airstream

1.4 SYSTEM DESCRI PTI ON

Prepare a thermal spray Job Reference Standard (JRS) at the jobsite prior
to the onset of production work. The JRS is used at the initiation of the
contract to qualify the surface preparation, thermal spray application

and seal i ng processes and al so serves as a standard of quality in case of
di spute. To prepare the JRS, solvent and abrasive blast clean a stee

pl ate neasuring 600 x 600 x 10 mr 2 feet x 2 feet x 3/8 inch of the sane
alloy as the surfaces to be netallized in accordance with the requirenents
of the contract. Use the sane abrasive blast nedia and equi prent t hat

will be used on the job. Mask one-fourth of the JRS plate with sheet

nmetal and apply thermal spray coating to the unmasked portion of the
plate. Apply the thermal spray coating using the sane equi pnent, approved
wire, and spray paraneters to be used on the job. Qperate the gun in a
manner substantially the sane as will be used on the job. Masure and
record the approxi mate traverse speed and standoff distance during
spraying. Once the JRSis qualified, the operating paraneters must not be
altered, except as necessitated by the requirenents of the job. Sea
two-thirds of the thernal spray coated portion of the JRS in accordance
with the requirenents of the contract. Paint one-half of the sealed area
in accordance with the contract if applicable. Apply the sealer and paint
usi ng the same paint spray equipment that will be used for production
Preserve and protect the prepared JRS in such a manner that it remains dry
and free of contam nants for the duration of the contract. The Coating

I nspector will verify and record surface cleanliness, blast profile shape
and depth, thernal spray appearance, thickness, and adhesi on, and seal er
and pai nt thicknesses in accordance with the contract requirenents.

SECTION 09 97 10.00 10 Page 8
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4.1 CGeneral Requirenents

Performthe work in accordance with the requirenments of 29 CFR 1910,

29 CFR 1926, EM 385-1-1, and other references as listed herein. Submt
matters of interpretation of the standards to the Contracting O ficer for
resol ution before starting work. Were the regulations conflict, the nost
stringent requirenments apply. This paragraph, with its subparagraphs,
suppl enents the requirenents of EM 385-1-1. In any conflict between
Section 01 of EM 385-1-1 and this paragraph, the provisions herein

govern. Subnmit a Safety Indoctrination Plan as specified in the

Submi ttal s paragraph.

.4.2  Wrker Hazard Comuni cati on Program

Submit the witten program describing how the programis to be

i mpl enent ed, | abels and other forns of warning, Safety Data Sheets(SDS)
chemi cal inventory, enployee information and training, mnethods the
Contractor will use to informenployees of hazards associated with
nonrouti ne tasks and unl abel ed pi pelines, and the nethods the Contractor
will use to inform Governnent enployees and subcontractors of chem ca
hazards. The program rmust discuss the following itenms: 1) Treatnent of
ai rborne netal dusts, finely divided solids, or other particul ate
accunul ati ons as explosive materials. 2) Mintaining proper ventilation,
good housekeepi ng, and safe work practices to prevent the possibility of
fire and explosion. 3) Danger of pointing thermal-spray equi pnent at a
person or flanmable material. 4) Avoiding thermal spraying in areas where
paper, wood, oily rags, or cleaning solvents are present. 5) Use of
conductive safety shoes in any work area where explosion is a concern. 6)
Wearing of protective coveralls or aprons, hand protection, eye
protection, hearing protection, and respiratory protection during
netal | i zing operations, including the preparation and finishing

processes. 7) Preparation and inplenentation of the Accident Prevention
Plan as specified in the Submttals paragraph

. 4.3 Surface Preparation Procedures

.4.3.1 Abr asi ve Bl asting

Ventilation and exhaust systems nust conply with the requirenments in
Chapter 6-8.) of EM 385-1-1.

.4.3.2 Hoses and Nozzl es

In addition to the requirenents in Chapter 20 of EM 385-1-1, use hoses and
hose connections of a type to prevent shock fromstatic electricity. Join
hose | engt hs toget her by approved couplings of a material and type
designed to prevent erosion and weakening of the couplings. The couplings
and nozzle attachnents nmust fit on the outside of the hose and be desi gned
to prevent accidental disengagenent.

.4.3.3 VWor kers other than Bl asters

Protect workers other than bl asting operators, working in close proximty
to abrasive blasting operations, by utilizing MSHA Nl OSH- appr oved

hal f-face or full-face air purifying respirators equipped with

hi gh-efficiency particulate air (HEPA) filters, eye protection neeting or
exceedi ng ANSI /| SEA Z87.1 and hearing protectors (ear plugs and/or ear
muf fs) providing at |east 20 dBA reduction in noise |evel.

SECTION 09 97 10.00 10 Page 9



1.4.3.4 Personal Protective Equi prent

Bl asting operators nmust wear heavy canvas or |eather gloves and apron or
coveralls. Safety shoes nust be worn to protect against foot injury.
Hearing protection nmust be used during all blasting operations.

4.4 Metal |'izi ng Equi pment

Submit for approval a tabulated list of equipment to be used on the job
i ncl udi ng operating instructions.

.4.4.1 Pressure Systens

Handl e conmpressed gas cylinders in accordance with AWS Z49.1 and with

CGA P-1. Use only special oxidation-resistant lubricants with oxygen

equi prent; do not use grease or oil. Install manifolding and pressure
reduci ng regul ators, flow neters, hoses, and hose connections in
accordance with AW Z49.1. Draw up tight, but do not over-tighten
pressure connecting nuts. Replace any fitting if it cannot be seal ed

wi t hout excessive force. Use conpressed air for thermal spraying or

bl asting operations only at pressures recomrended by the equi pnent

manuf acturers. The air-line must be free of oil and noisture. Conpressed
air, oxygen, or fuel gas nust not be used to clean clothing.

.4.4.2 Fl ame- Spray Equi prent

Mai ntai n and operate flame-spray equi pment according to the nmanufacturer's
instructions. Metallizing operators nmust be fully trained in and famliar
wi th specific equi pnent before starting an operation. Valves nust be
properly sealed and lubricated. Use friction lighters, pilot light, or
arc ignition nmethods of lighting flanme-spray guns. |If a gun backfires,
extinguish it as soon as possible. Do not attenpt to reignite a gun that
has backfired or blown out until the cause of the trouble has been

determ ned. Do not hang fl ane-spray guns or hoses on regul ators or
cylinder valves. Release gas pressure fromthe hoses after equipnment is
shut down or when equi pnment will be |left unattended. The pressure rel ease
sequence is as follows:

a. Cose gun valves.

b. dose cylinder valve.

c. Open gun val ves.

d. Turn regulator screw out until free.

e. C ose gun valves.

f. Cose tank valve or nanifold val ve ahead of regul ator
Do not allow oil to enter the gas nmixi ng chanbers when cl eaning
flame-spray guns. Use only special oxidation-resistant |ubricants on
val ves or other parts of flame-spray guns that are in contact with oxygen
or fuel gases.

.4.4.3 Ar c- Spray Equi prent

Mai ntai n and operate arc-spray equi pnent according to the manufacturer's
instructions. Metallizing operators nmust be fully trained in and famliar

SECTION 09 97 10.00 10 Page 10



wi th specific equi prent before starting an operation
.4.5 C eani ng
.4.5.1 Conpressed Air

Perform cleaning with conpressed air in accordance with Chapter 20-8.b of
EM 385-1-1; protect personnel as specified in 29 CFR 1910, Part 139.

.4.5.2 Sol vent s

Provi de ventilation where required by 29 CFR 1910, Part 146 or where the
concentration of solvent vapors exceeds 10 percent of the Lower Expl osive
Limt (LEL). Ventilation nust be in accordance with 29 CFR 1910, Part 94,
par agraph (c)(5). Sources of ignition are not pernmitted in the vicinity
of solvent cleaning if there is any indication of conmbustible gas or vapor
present. Take special precautions when netallizing materials that have
been cl eaned wi th hydrocarbon sol vents. WMke specific neasurenents to
ensure that such solvent vapors are not present during nmetallizing
operations, especially in confined spaces. Subnmit Confined Space
Procedures as specified in the Submttals paragraph and incl uding
requirenents for toxic materials and air sanmpling in confined spaces, as
specified below Collect representative air sanples fromthe breathing
zone of workers involved in the cleaning process to determne the specific
sol vent vapor concentrations. Provide personal protective equi pnent where
required by 29 CFR 1910, Part 146 and in accordance with 29 CFR 1910,
Subpart 1.

.4.6 O her Submittals Requirenments
Submit the follow ng:

a. SDS for all products required to have themas specified in 29 CFR 1910,
Part 1200 plus docunentation of the safety indoctrination plan as
described in Chapter 6-2.q of EM 385-1-1.

b. An Accident Prevention Plan, in accordance with the requirenents of
Chapter 01 of EM 385-1-1, including, but not linmted to, each of the
topic areas listed in Appendix A therein and the specified
requi renents. Devel op each topic in a concise nmanner to include
management and operational aspects.

c. Detailed witten standard operating procedures for confined spaces in
accordance with 29 CFR 1910, Part 146 and Chapter 34. of EM 385-1-1
The procedures must include:

(1) Certificates of calibration for all testing and nonitoring
equi pnent i ncluding: type of equi pnment, nodel nunber, date of
calibration, firmconducting calibration, and signature of
i ndi vidual certifying calibration

(2) Methods of inspection of personal protective equi pnment prior to
use.

(3) Work practices and ot her engineering controls designed to reduce
ai rborne hazardous chemi cal exposures to a m ni mum

(4) Specification of the design and installation of ventilation
systens whi ch nust provi de adequate oxygen content and provide for

SECTION 09 97 10.00 10 Page 11



the dilution of paint solvent vapor, |ead, and other toxic
particulates within the confined space. |Include plans to eval uate
t he adequacy of air flow patterns.

A conprehensive witten respiratory protection programin accordance
with 29 CFR 1910, Part 134, 29 CFR 1926, Part 62, and Chapter 5-3.c
of EM 385-1-1. Include an Airborne Sanpling Plan detailing the

NI OSH 2003- 154, Factory Miutual, or Underwriters Laboratories

requi renents.

A witten plan for ventilation assessnents to be perforned by a
qgqualified person for all confined-space work, solvent cleaning,
abrasive blasting, and netal |lizing operations.

A witten Hazard Conmuni cati on Program as required by 29 CFR 1910,
Part 1200.

A tabulated list of metallizing equi pnent to be used on the job and a
listing of the type, brand name, size gradation, and supplier of each
type of abrasive blast nedia to be used on the job.

A witten record of physical exam nations provided to all enployees
who may be required to wear a respirator, who may be exposed to
excessi ve noise levels, or who may be exposed to toxic contani nants,
i ncludi ng statenents signed by the exam ning physician for each

enpl oyee stating that the examincluded the m ni numrequirenents and
that the enployee is nedically fit to performthe work.

Docurent ati on of the Contractor's qualifications and experience.
Prior to subm ssion of other required safety and health submittal
itenms, a statenent of qualifications and experience for the Conpetent
Person. Docunentation of coating inspector qualifications and

experi ence.

A wor ki ng standard of the netallized coating. A 1 kg 2.2 |Ib unused
sanpl e of each blast nmedia to be used on the job. And one liter quart
sanpl es of each type and batch of sealer and paint to be used on the

j ob.

A 300 mr 12 inch sanple of each ot and type of wire to be used on the
job. Store batches or lots of netallizing wire at the project site or
segregate themat the source of supply sufficiently in advance of need
to allow 30 days for sanpling and testing. Notify the Contracting

O ficer when and where the netallizing wire is available for

sampling. Performall sanmpling in accordance with ANSI/ASQ Z1. 4.
Sanpling of each lot will be witnessed by a representative of the
Contracting O ficer unless otherw se specified or directed. Sanples
of metallizing wire nust be clearly |abeled to indicate type of
coating material, |ot nunmber, date, nane of manufacturer, total weight
represented by lots, and contract nunber.

A test report showing the results of the required tests performed on
the netallized coating test plates for each applicator and a statenent
that the specified requirements are net. A test report showing the
results of the tests required for the netallizing wire and the arc
sprayi ng equi pnent qualification. A test report showing the results
of the required tests perforned on the Job Reference Standard (JRS)
and a staterment that all of the contract requirenents of surface
preparation, netallized coating, sealing, and painting are represented

SECTION 09 97 10.00 10 Page 12



by the JRS.

m Certificates of qualifications for each Coating Inspector. And
manuf acturer's certificates of conpliance.

1.5 SUBM TTALS

EE R R R S I R I R I R I R S R R R R O S R R I R R R S R R R R O

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submttal
items in the text, to reflect only the subnmittals
required for the project. The Guide Specification
technical editors have classified those itens that
requi re Government approval, due to their conplexity
or criticality, with a "G" GCenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G' to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals required
as proof of conpliance for sustainability Guiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PROCEDURES.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Covernment approval is required for submittals with a "G or "S"
classification. Subnmittals not having a "G' or "S" classification are for
Contractor Quality Control approval. Subnittals not having a "G' or "S"
classification are for information only. Wen used, a code follow ng the
"G' classification identifies the office that will review the submttal
for the Governnent. Submit the followi ng in accordance with Section

01 33 00 SUBM TTAL PROCEDURES:

SD- 03 Product Data

Saf ety Data Sheets

Accident Prevention Plan; C [__ ]
Confined Space Procedures; C [ ]
Respiratory Protection Program C, [__ ]
Airborne Sanpling Plan; G [__ ]
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Ventil ation Assessnent Plan; C, |
Wr ker Hazard Communi cation Program, C, [ ]
Metal I'i zi ng Equi prent; G, |
Abrasive Media; G [__ ]
Contractor Qualifications and Experience
Conpetent Person Qualifications and Experience; C, |
Safety Indoctrination Plan; G [ ]
SD- 04 Sanpl es
Job Reference Standard (JRS)
Bl ast Medi a
Metallizing Wre
Sealer and Paint; G [__ ]
SD- 06 Test Reports
Applicator Qualification Test
Metal lizing Wre
Arc Spray Equi prent Qualification
Job Reference Standard (JRS); C, |
SD-07 Certificates
Coating | nspectors
Coati ng Thi ckness Gages
6 QUALI TY ASSURANCE
6.1 Contractor Qualifications and Experience
The contractor must have a m ni mum of two years of documented experience

inthe field of thermal spray and have performed at |east one simlar
project in the past.

.6.2 Arc Spray Equi prent Qualification

Each type and nodel of arc spray equi prment to be used on the job nust be
qualified in accordance with the requirenents of this subpart. Under
conditions of continuous use, the equi pnent nust be capabl e of keeping the
actual current output, voltage, wire feed rate, atom zation air pressure
and fl ow volune at set values and not deviate fromthemby nore than 5
percent during a 15 mnute period. The wire feed mechani sm nust be
designed for automatic alignnent. \Wen operated continuously for 15

m nutes the equi prent and not sputter, pop, or stop operating. The
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equi pnment nust be capabl e of continuous start and stop operation for a

m ni mum of fifteen cycles consisting of 10 seconds on and 5 seconds off,
wi t hout fusing, sputtering or deposition of nodules. The applied coating
nmust be uniformand free of blisters, cracks, |oosely adherent particles,
nodul es, or powdery deposits. The required neasurenments of operating
performance nmust be conducted and docurmented by the qualified Coating

I nspect or.

.6.3 Metal I'i zing Applicator Qualification

Performthe Applicator Qualification Test in the presence of the
Contracting O ficer unless otherw se specified or directed. Qualify each
worker to apply netallized coatings on the job in accordance with the
requi renents of this paragraph. Use test plates to qualify applicators at
the start of a job that are 305 x 305 x 9.5 mr 12 x 12 x 0.375 inch flat
steel and are of the same chem cal conposition as the work surfaces to be
coated. The cl eaning nethod and abrasives used to prepare the test plate
are the same as that to be used on the work surfaces. Measure and record
the blast profile in accordance with ASTM D4417, Method C. Apply the
specified coating thickness in not less than two half | apped passes
applied at right angles to each other. Test the adhesive strength in
accordance with ASTM D4541 using a self-aligning Type |1V adhesion tester
Measure and record the adhesion strength at five randomy sel ected

| ocations. The average adhesi on nust not be less than [6.9 kPa 1000 ps
for 85-15 zinc-alumnumalloy] [11 kPa 1600 psi for alumnun] [5.2 kPa 750
psi for zinc]. Any test plate with an average adhesion val ue bel ow t he
requi renents of this paragraph or any plate with a single adhesion

nmeasur enent of |ess than 80-percent of the specified mninum average

adhesion value will be rejected. |If the test fails repeat the test using
a new test plate. |If the test fails on the second plate the applicator
wi || be deened unacceptable. The specified surface profile and adhesi on

tests nust be conducted and docunented by the qualified Coating |nspector

.6.4 Coating I nspector Qualifications and Experience

EE R I R R S I R R I R I R I R S R R R R S R R I R R R I R R R R O

NOTE: Specify NACE Basic for nost projects, NACE
Certified for large or conplex projects. The
specifier may add a requirenent for the qualified
coating inspectors to be enployed by an i ndependent 3
rd party inspection firm

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Submit documentation of certification for all coating inspectors. The

m nimumcertification requirenment is a [Basic] [Certified] Inspector under
the National Association of Corrosion Engi neers Coating |Inspector Training
and Certification Program The docunentation nust include the NACE

i nspector identification nunbers, date of qualification, and expiration
date. 1In addition to certification all coating inspectors nust as a

m ni mum have performed coating inspection on at |east one previous thermal
spray job or have attended an SSPC tutorial on thermal spray coating
application.

.6.5 Met al I i zed Coating Thi ckness Gage Qualification
Submit documentation of certification for all coating thickness gages.
Use magnetic flux-type thickness gages, as described in ASTM D7091, Method

B, to nmake all netallized coating thickness neasurements. Thickness gages
used on the job must be certified by the gage manufacturer as having an
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accuracy of 3 percent or better.
.6.6 Conpetent Person Qualifications and Experience

Uilize a qualified and conpetent person, as defined in Chapter 1.3.a of
EM 385-1-1, to develop the required safety and health submittal and to
provi de onsite safety and health services during the contract period. The
person nust be a Certified Industrial Hygienist (CIH), an Industria
Hygienist (IH), or a Certified Safety Professional (CSP) with a m ni mum of
3 years of denmponstrated experience in simlar related work. Certify that
the Certified Industrial Hygienist (CIH) holds current and valid
certification fromthe American Board of Industrial Hygiene (ABIH), that
the IH is considered board eligible by witten confirnmation fromthe ABIH
or that the CSP holds current and valid certification fromthe American
Board of Certified Safety Professionals. The CIH, IH or CSP may utilize
other qualified and conpetent persons, as defined in EM 385-1-1, to
conduct onsite safety and health activities as | ong as these persons have
a mnimum of 3 years of denonstrated experience in simlar related work
and are under the direct supervision of the CIH, IH or CSP

.6.7 Saf ety and Heal th Provisions
.6.7.1 El ectrical Shock Prevention

Control of electrical shock must include, but is not limted to, the
fol | owi ng:

a. Properly maintain all cords and ground protection in good condition
Any damaged cords or groundi ng equi pment rmust be inmedi ately repaired
or replaced. Cords nust not be spliced.

b. Cords nust be approved for wet or danp |ocations and be rated for hard
usage or extra hard usage as specified in NFPA 70.

c. Use Gound Fault Circuit Interrupters (G-Cl) in addition to
appropriate overcurrent protection on all electrical outlets.

d. Switches and receptacles nmust have proper covers. Circuit breaker
boxes must be cl osed.

e. Test all electrical circuit grounds and GFCl before begi nning any
actual work.

.6.7.2 Respiratory Protection Program

Use appropriately certified respiratory equi pment to protect the health of
each enpl oyee who may be exposed to air contaminants. Select appropriate
respirators fromthose currently approved and certified by NI OSH under the
provi sions of 42 CFR 84 and 29 CFR 1910, Part 134.

.6.7.3 Eye Protection

Use hel nets, handshi el ds, faceshields, and goggles conformng to
ANSI /| SEA 7Z87.1 and ANSI /| SEA Z89.1 to protect the eyes frominfrared and
ultraviolet radiation and flying particles during spraying or blasting
operations. Provide hel pers and adjacent operators with proper eye
protection. Supplement faceshields with safety goggles.
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1.6.7.4 Hearing Protection

Provi de protection against the effects of noise exposure in accordance
with EM 385-1-1, Chapter 5, "Personal Protective and Lifesaving

Equi prent, " Subchapter 5-3.b, "Hearing Protection,"” and 29 CFR 1910, Part
95.

1.6.7.5 Protective d othing
Appropriate protective clothing is required for spray or blast operations.

1.6.7.6 Ventilation
Provi de engi neering controls, including |ocal exhaust or general
ventilation systenms, to control toxic funmes and gases to the extent
necessary. \Wen toxic particulates are removed froma work area, use a
dust collector to trap the dust and prevent contani nation of the
surroundi ng areas and the general environnment. Submit a Ventilation
Assessnent Plan as specified in the Submittals paragraph

1.6.7.7 Toxic Materials

Performnetallizing only with appropriate respiratory protection and
adequate ventilation. Wen netallizing in a confined space provide either

general or local ventilation. |If ventilation cannot reduce exposures to
safe levels, use respirators to reduce enpl oyee exposure to acceptable
| evel s.

1.6.7.8 Air Sanpling

Perform periodic air sanpling as necessary to ensure that confined spaces
are nmaintained within the limts of the acceptable entry conditions.

Submit an Airborne Sampling Plan including a listing of approved

equi prent, equi prent cal i bration procedures, sanpling nethods, sanpling to
be performed, and anal ytical procedures to be used based on the type of
work to be perfornmed and anticipated toxic contam nants to be generated.
Include the name of the accredited | aboratory, listed by the American

I ndustrial Hygi ene Association (AIHA), to be used to conduct the anal ysis
of any collected air sanples.

1.6.7.9 Medi cal St at us

Prior to the start of work, and annually thereafter, subnmit a Medical
Status Report. Medically evaluate all Contractor enployees working with
or around paint systens, thinners, blast nedia, flane- or arc-spray
operations, those required to wear respiratory protective equi pment, and
those who will be exposed to high noise levels for the particular type of
exposure they may encounter. The Report nust include the enpl oyee's nane,
the tests perforned, the nane of the physician responsible for performng
the tests, and a physician's statenent that the enpl oyee's nedi cal status
woul d permit specific task performance. Maintain nedical records as
required by 29 CFR 1910.20. The eval uati on nust incl ude:

a. Audionetric testing and eval uati on of enployees who will work in a
noi se environnent with a tinme wei ghted average greater than or equa
to 85 dBA

b. Vision screening of enployees who will require eye protection
(enpl oyees who use full-facepiece respirators cannot wear contact
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| enses).

c. Medical evaluation of enployees who will be required to wear
respiratory protection nust include, but is not limted to, the
fol | owi ng:

(1) Medical history including, but not limted to, alcohol use, wth
enphasis on liver, kidney, and pul nonary systens, and sensitivity
to chemcals to be used on the job

(2) General physical examnation with enphasis on liver, kidney, and
pul monary system

(3) Deternmination of the enpl oyee's physical and psychol ogi ca
ability to wear respiratory protective equi pmrent and to perform
job-rel ated tasks.

(4) Determ nation of baseline values of biological indices for |ater
conpari son to changes associated with exposure to paint systemns
and thinners or blast nedia, which include: liver function tests
to include SGEOT, SGPT, GGPT, al kaline phosphates, bilirubin,
conpl ete urinalysis, EKG (enpl oyees over age 40), blood urea
ni trogen (bun), serumcreatinine, pulmnary function test, FVC,
and FEV, chest x-ray (if nedically indicated), blood | ead and ZPP
(for individuals where it is known there will be an exposure to
materials containing |ead), other criteria that nmay be deened
necessary by the Contractor's physician.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: 29 CFR 1926.62 Lead requires the devel opnent
of a Worker Protection Plan for jobs involving

renoval of |ead-containing coatings. It is the
specifier's responsibility for determ ning when
| ead-containing paint will be renoved and requiring

t he appropriate submttals including environnental
conpl i ance, worker protection, and waste nanagenent.

EE R R R S I R R I R R I R S R R R S R R R S I R I R I R R R R R S R R

7 DELI VERY, STORAGE, AND HANDLI NG
7.1 Metallizing Wre

Package, ship, and store netallizing wire in conformance with ASTM D3951
Conmrer ci al packagi ng used for distribution directly to a using customer or
subsequent redistribution is required to protect itens against physica
and environmental danage during shipnent, handling, and storage. Cearly
and durably | abel individual spool containers and shipping containers to
i ndi cate contract nunbers, specification nunber, nmaterial type, |ot
nunber, net weight, date of nmanufacture (nonth and year), wire dianeter,
and manufacturer's and distributor's name. Deliver nmetallizing wire to
the job in unbroken containers. Store all netallizing wire under cover
fromthe el ements.

.7.2 Seal ers and Paints

Process and package sealers and paints to ensure that within a period of
one year fromdate of manufacture, they will not gel, liver, or thicken
del eteriously, or formgas in the closed container. Package seal ers and
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pai nts, unless otherw se specified or permtted, in standard contai ners
not larger than 20 L 5 gallons, with renovable friction or |ug-type
covers. Label each container or separately packaged component thereof to
i ndi cate the purchaser's order nunber, date of manufacture, nmanufacturer's
bat ch nunmber, quantity, color, conponent identification and desi gnated
nane, and fornula or specification nunber of the paint together with
speci al labeling instructions, when specified. Deliver naterials to the
job in unbroken containers. Store sealers and paints, that can be harned
by exposure to cold weather, in ventilated, heated shelters. Store al
seal ers and paints under cover fromthe elenents and in | ocations free
from sparks and fl anes.

1.8 ENVI RONMVENTAL REQUI REMENTS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: M ni mum and maxi mum appl i cation tenperatures
shoul d be specified for netallized coating-seal er
dupl exes. The established limts for sealer and
pai nt topcoats should be specified for the entire
system Vinyl sealers and paints are generally
l[imted to a minimum application tenperature of 2
degrees C 35 degrees F. All other sealers and
topcoats have a m ni mum application tenperature of

10 degrees C 50 degrees F. If no sealer or paint is
to be applied then the mninum application
tenperature is unlimted, however, a practical limt

of 2 degrees C 35 degrees F is recomended.
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Apply metallic coatings only to surfaces that are a mnimum of 3 degrees C
5 degrees F above the dew point and that are conpletely free of noisture
as determined by sight and touch. Do not apply netallic coatings to
surfaces upon which there is detectable frost or ice. Metallized coatings
must not be applied when anbi ent and surface tenperatures are bel ow or are
expected to drop bel ow the m ni mum application tenperature prior to
conpletion of netallizing and curing of the sealer and paint. The m ni mum
application tenperature is equal to that specified by the manufacturer of
the seal er or paint but not below O degrees C 32 degrees F. During

peri ods of inclenment weather characterized by extremes of hunmidity and
tenmperature, metallizing may be continued by enclosing the work area and
provi ding conditioned air, provided the proscribed anbient, surface, and
dew poi nt tenperatures are maintained.

PART 2 PRODUCTS

2.1 METALLI ZI NG W RE

EE R I R R S R I R I R I R S R R R R R S R I R I R I R R S R S R R R S

NOTE: For quick guidance to the first choice
netal lizing system for steel surfaces in each of
several exposure conditions frequently incurred on
projects, the following will be hel pful

Nor mal at nospheric exposures - Systens No. 1-Z and
4-Z- A

Severe industrial atnospheric exposures - Systens
No. 2-Z and 5-Z-A
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Pr ol onged condensation or immersion in relatively
qui et, nonabrasive waters - System No. 5-Z-A

I ndustrial atnosphere where |longer service life is
desired - Systens No. 3-Z and 6-Z-A.

Imersion in turbulent, ice- and debris-|aden
abrasive waters - System No. 6-Z-A

Zebra nussel control in fresh water i mmersion -
System 6- Z- A

Mari ne (salt) atnospheric exposures - System No. 7-A
Hi gh tenperature steel - System No. 8-A
Imrersion in sea water - System No. 8-A.

The foll owi ng note paragraphs provi de additional
useful information regarding the use of the
different nmetallizing systems for specific
applications.

For structural components that are only partially
subnerged, such as tainter gates, the designer
shoul d consi der specifying a thicker systemon the
i mersed surfaces and a thinner systemon the

at nospherically exposed surfaces. Systens using
different nmetallizing materials should not be used
for such applications. The use of nultiple
protective coating systens tailored to a specific
structure may result in significant cost savings.

Systenms No. 1-Z and 4-Z-A are consi dered equival ent
and may be interchanged by the project specification
witer. Systens No. 1-Z and 4-Z-A are intended for
use on steel surfaces in normal atnospheric

exposur es.

Systenms No. 2-Z and 5-Z-A are consi dered equival ent
for atnospheric exposures only and nmay be

i nterchanged by the project specification witer for
this use. Systens No. 2-Z and 5-Z-A are intended
for use on steel surfaces in normal and severe

i ndustrial atnospheres and for steel surfaces

subj ect to prolonged periods of condensation

System 5-Z-A may al so be used on steel surfaces in
continuous or intermttent inmersion in relatively
qui et, nonabrasive fresh water

For at nospheric exposures only, systems No. 3-Z and
6-Z- A are consi dered equival ent and may be

i nterchanged by the project specification witer.
Systens No. 3-Z and 6-Z-A may be used for stee
surfaces exposed in normal and industrial

at nospheres when a |l onger service |life than woul d be
provi ded by systems No. 2-Z or 5-Z-A is desired.
System No. 6-Z-Ais intended primarily for use on
steel surfaces imersed in fresh waters.
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System 6-Z-A i s reconmended for applications where a
coating that prevents zebra nussel fouling is
required.

System No. 7-A is recomended for use on stee
surfaces in marine (salt) atnospheric exposures.

Metal I'izing system No. 8-A is recomrended for use on
hi gh-tenperature steel at tenperatures up to 900
degrees C 1650 degrees F and for steel imersed in
seawater. System No. 8-A may al so be used for

ext ended service on narine (salt) atnospheric steel

EE R R R S I R I R I R I R S R R R R O S R R S R R R R R R R R

Have the wire tested by a conmmercial |aboratory or by the manufacturer of
the wire. Acceptance of netallizing wire is based on the testing

requi renents described in AWS A5. 01M A5. 01 Schedul e H (chenica

analysis). The tested wire nust conformto the conpositional requirenents
specified in AWS C2. 25/ C2. 25V for [99.99 Zinc] [1100 Alum num [85/15
Zinc-Aluminun] wire. Submt a report of the test results.

2.2 SEALER AND PAI NT

EE R I R R S I R R I R I R I R S R R R R S I R R I R R R S S R S R R

NOTE: See paragraph SPECI AL PAI NTI NG | NSTRUCTI ONS
for instructions not found in Section 09 97 02.

Metal I'i zing systems will provide excellent

at nospheric corrosion protection for extended

peri ods without sealing or painting. However,
painting is recomrended to extend the life of the
nmetallic coating, and in some cases, to achieve a
desired appearance. Painting systems found in
Section 09 97 02 may be used to seal and paint the
netal lized surface. It is often convenient to paint
netal lized surfaces with identical paint systens
enpl oyed on adj acent or contacting surfaces that
have not been netallized. Paint systems No. 3, 4,
and 5-D are suitable for sealing atnospherically
exposed portions of partially imersed itenms such as
tainter gates. Systenms 13, 14, and a nodified
versi on of system 21 where it is topcoated with SSPC
Pai nt 34, are reconmended for items only exposed to
t he atnosphere. Paint systems No. 14 and SSPC Pai nt
34 are available in safety colors. Paint system 13
provi des an alum num finish. Oher coating systens
found in Section 09 97 02 are not reconmended.

When used for high tenperature atnospheric
applications system 8-A should not be seal ed.

Sealing and painting of the netallized surfaces

i ntended for imersion is generally recommended to
extend the life of the netallic coating except that
al um num coatings to be imersed in salt water
shoul d not be painted. Paint systens No. 3, 4, 5-D
and 21 are recommended for inmersion applications.
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When used as a zebra nussel antifoul ant, system
6- Z- A shoul d not be seal ed or painted.
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Al sealer and paint materials nmust conformto the requirenents of Section
09 97 02 PAINTING HYDRAULI C STRUCTURES

2.3 ABRASI VE MEDI A

Provi de angul ar abrasive bl ast nedia capabl e of producing the specified
surface profile listed in paragraph Abrasive Blasting. The blast nedia
nmust be steel grit, garnet, iron oxide, coal slag, silicon carbide, or
al um num oxi de. New steel grit must have a Rockwell C hardness of 51 or
greater and conformto the requirenents of SSPC AB 3 including paragraph
4.3.3.2 Steel Git. Steel grit hardness must be Rockwell C of 51 or
greater. Recycled steel grit nust conformto the requirements of SSPC AB 2
and at no tine contain greater than 15 per cent round or half-round
particles when viewed under a 10X mi croscope or magnifying glass. Garnet
abrasi ve nust conformto the requirenents of SSPC AB 1, Type 1, dass A
I ron oxi de abrasive nust be a conmercial specular hematite nmaterial. Coa
sl ag abrasive nust conformto the requirements of SSPC AB 1, Type 2, C ass
A. Silicon carbide and al um num oxi de abrasi ves rmust be commercially pure.

PART 3 EXECUTI ON
3.1 PREPARATI ON
3.1.1 Pit, Edge, and Weld Preparation

Grind visibly rough flame-cut steel and weld netal with a di sk whee
grinder or other tool to produce a snmooth contour prior to abrasive

bl asting. Performgrinding of flame-cut edges and welds to the extent
necessary to etch heat-hardened nmetal. Gind pits with an aspect ratio of
greater than unity (as deep as they are wide) with an abrasive disk or
other tool prior to blasting. Pits with sharp edges, undercut pits, and
pits with an irregular horizontal or vertical orientation nust also be
ground snoothto the extent necessary to allow the entire surface of the
pit to be blasted and coated. &ind sharp edges prior to abrasive
blasting to a uniform m ni num di ameter of 3 mr 1/8 inch

3.1.2 Abr asi ve Bl asting
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Not e: Consi deration should be given to

hi gh- pressure water washi ng when the substrate to be
netal | i zed has previously been exposed to a chloride
environnent. Chloride environnents are marine
exposures or bridges to which de-icing salts are
applied. High-pressure washing should be perforned
bef ore abrasi ve bl asting.

A profile range is specified and is dependent on the
type and thickness of netallizing to be applied.
Specify a 0.05 to 0.07 mr 2.0 to 3.0 ml profile for
systems 1-Z, 4-Z-A, and 7-A; 0.06 to 0.09 mr 2.5 to
3.5 mls for systens 2-Z, 5-Z-A, and 8-A; and 0. 07
to 0.10 mr 3.0 to 4.0 nils for systems 3-Z and 6-Z- A

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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Sol vent clean and blast all ferrous surfaces to be netallized to a white
netal grade in accordance with SSPC SP 5/ NACE No. 1. The surface profile,
as nmeasured in accordance w th subparagraph Blast Profile, nust be between
[0.05 and 0.07] [0.06 and 0.09] [0.07 and 0.10] mm [2.0 and 3.0] [2.5 and
3.5] [3.0 and 4.0] mls. Take special care to achieve the specified bl ast

profile on welds and flanme-cut edges. 1In sone cases, it nay be necessary
to either grind these surfaces with a di sk wheel grinder or other too
prior to blasting or to use a harder abrasive blast nedia. |If recycled

abrasives are used, the particle size distribution of the working m x mnust
be mai ntai ned such that a consistent blast profile is obtained. Renove
wel d spatter not dislodged by blasting with inpact or grinding tools and
rebl ast the area to bring the surface to the required profile. Acceptable
surfaces nust be free of all visible contam nants including noisture,
grease, oil, soot, and dust prior to receiving the first or any succeedi ng
coat of metalli zing.

.1.3 Pr ot ecti on

Program cl eani ng, netallizing, and painting so that dust, dry spray, or

ot her contami nants fromthe cl eaning and painting operations do not

contam nate surfaces ready for metallization or painting. Protect
surfaces not intended to be netallized fromthe effects of cleaning and
nmetal lizing operations. Protect machi nery against entry of blast abrasive
and dust into working parts.

.2 VETALLI ZI NG APPLI CATI ON

Set up and operate netallizing equi pnent in the same manner as used to
prepare the JRS. Validate equi pnment set up and operation using a bend
test. The bend test is acceptable if the coating shows no cracks or
exhibits only mnor cracking with no lifting of the coating fromthe
substrate. |If the coating cracks and Iifts fromthe substrate, the
results of the bend test are unacceptable. Provide clean and dry
conpressed air to atomi ze the netallized coating.

2.1 Metal I'i zi ng Application Techni que

Preheat surfaces to be flane sprayed to prevent condensation of the flane
on the surface to be coated. Arc spray application does not require
preheating of the substrate. Surfaces to be nmetallized nmust be free of

all visible contam nants including grease, oil, soot, and dust prior to
receiving the first and subsequent coats of netallizing. Apply al

netal lizing coats in such a nmanner as to produce an even, continuous film
of uniformthickness. G ve special attention to edges, corners, crevices,
seans, joints, welds, rivets, and other surface irregularities to ensure
that they receive an adequate thickness of netallic coating. COperate
nmetal | i zi ng equi pment using qualified applicators in accordance with the
manuf acturer's recommendati ons. Overlap each spray pass of the sprayed
nmetal a mni mum of 40 percent on each spray pass to ensure uniform
coverage. Perform manual spraying in a block pattern not exceeding 600 by
600 mr 2 by 2 feet square. Build up the specified thickness of coating in
multiple layers of no fewer than 2 spray coats (overlapping at right
angles). Hold the application gun at such a distance fromthe work
surface that the netal remains plastic until inpact with the surface. Do
not netallize closer than 19 mr 3/4 inch to surfaces that are to be wel ded.

. 2.2 Met al | i zi ng Appear ance

The thermal - sprayed coating prior to sealing nust have a uniform
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appearance and not contain any of the followi ng: blisters, cracks, chips
or loosely adhering particles, oils or other internal contaninants, pits
exposi ng the substrate, or nodul es.

. 2.3 Met al I'i zi ng Thi ckness

Coat surfaces with the systens indicated in the netallizing schedul e
and/ or as noted on the drawings in accordance with the follow ng:

.2.3.1 System No. 1-Z

Apply to a minimum average thickness of 0.15 nr 6.0 mils for the conpl eted
system and a thickness at any one spot of not less than 0.12 nr 5.0 mls.

.2.3.2 System No. 2-Z

Apply to a mni mum average thickness of 0.3 mr 12.0 mls for the conpl eted
system and a thickness at any one spot of notless than 0.25 mr 10.0 mls.

.2.3.3 System No. 3-Z

Apply to a mni mum average thickness of 0.4 mr 16.0 mls for the conpl eted
system and a thickness at any one spot of not less than 0.32 mr 13.0 m|s.

.2.3.4 System No. 4-Z-A

Apply to a mini mum average thickness of 0.15 nr 6.0 mls for the conpl eted
system and a thickness at any one spot of not less than 0.12 nr 5.0 mls.

.2.3.5 System No. 5-Z-A

Apply to a minimum average thickness of 0.3 mr 12.0 mils for the conpl eted
system and a thickness at any one spot of not less than 0.25 mr 10.0 m|s.

.2.3.6 System No. 6-Z-A

Apply to a minimum average thickness of 0.4 mr 16.0 mils for the conpl eted
system and a thickness at any one spot of not less than 0.32 mr 13.0 mls.

.2.3.7 System No. 7-A

Apply to a minimum average thickness of 0.12 nr 5.0 mils for the conpl eted
system and a thickness at any one spot of not less than 0.10 nr 4.0 mls.

.2.3.8 System No. 8-A

Apply to a mini mum average thickness of 0.25 nmr 10.0 nils and a thickness
at any one spot of not less than 0.20 nmr 8.0 mls.

. 2.4 Met al |'i zi ng Adhesi on

The m ni mum aver age adhesi on of the netallized coating is [6.9 kPa 1000 ps
for 85-15 zinc-alumnumalloy] [11.0 kPa 1600 psi for alumnun] [5.2 kPa
750 psi for zinc]. Any coating having an average adhesi on val ue bel ow t he
requi renents of this paragraph or having any single adhesi on neasur enent
of less than 80-percent of the specified m nimum average adhesion will be

rej ected.
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3.2.5 Ti me Between Surface Preparation and Metalli zing

Fol | owi ng surface preparation all surfaces approved for metallizing must
receive the first coat of netallizing within 4 hours or prior to the
appear ance of flash rust, whichever is sooner

3.2.6 Ti me Between Metal lizing and Painting

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Dry tinme prior to inmersion, if applicable,
shoul d be in accordance with the painting schedul e.
There is no dry tinme associated with thernal -spray
coatings. A brief cool-down period prior to
painting is necessary and nay be addressed in the
pai nting schedul e by specifying a maxi mum
tenmperature for surfaces to be seal ed.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Wthin 8 hours or prior to the appearance of condensation on the receiving
surfaces, whichever is sooner, seal approved sections of netallizing as
nmetal | i zed coatings nmust not be allowed to becone contaninated prior to
application of sealers. Apply subsequent paint coats in a tinmely manner
consistent with the painting schedul e.

3.2.7 Approved Met hods of Metallizing

Met al I'i zi ng met hods, which enploy netal wire feed stock with oxygen-fuel
gas flanme spray or electric-arc spray that produce coatings in confornmance
with requirements of this specification, are acceptable.

3.3 FI ELD | NSPECTI ON
3.3.1 Quality Control I|nspection and Testing

The qualified Coating Inspector nust be present during all work phases to
perform and docunment all of the tests and inspections in paragraphs

Anmbi ent Conditions Inspection, Presurface Preparation |nspection, Surface
Preparation Inspection, and Metallized Coating | nspection.

3.3.1.1 Anmbi ent Condi ti ons | nspection

Anbi ent air and surface conditions including hunmdity, dew point, and
surface and ambient air tenperature before and during all work phases.
Deternmne humidity in accordance with ASTM E337. Conditions specified in
par agraph Envi ronmental Requirenents must be nmet before work is initiated.

3.3.1.2 Presurface Preparation |Inspection

Identify and mark all areas requiring preparation prior to abrasive

bl asting as specified in paragraph Pit, Edge, and Wl d Preparation as wel
as areas requiring solvent-type cleaning. The entire work surface does
not need to be inspected at one tine, but rather the Coating |nspector may
choose to mark up work areas with an indelible marker as the job
progresses. Measure pit depth with any suitable pit depth gage. Ildentify
i rregul ar shaped pits visually.

3.3.1.3 Surface Preparation |Inspection

I nspect all prepared surface for conmpliance with the specification
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Bl asted surfaces nmust neet the requirenments of SSPC SP 5/ NACE No. 1.
Surfaces not neeting this requirenent nust be reblasted and rei nspect ed.

.3.1.3.1 Abr asi ve Blast Air C eanliness

Eval uate the conpressed air cleanliness on a daily basis at the begi nning
of the work shift in accordance with ASTM D4285. Allow the air conpressor
to warmup and di scharge air under nornal operating conditions to allow
accunul ated noi sture to be purged. Hold an absorbent clean white cloth in
the stream of conpressed air not nmore than 600 mr 24 inch fromthe point
of discharge for a mnimm of one minute. Check the air as near as

possi ble to the point of use and always after the position of the in-line
oil and water separators. |Inspect the cloth for nmpisture or staining. Do
not use the conpressed air source if there is any oil or water
cont am nati on present.

.3.1.3.2 Recycl ed Bl ast Media C eanliness and Shape

Eval uate the cleanliness of blast nedia on a daily basis at the begi nning
of the work shift. A clear glass container is half filled with new or
recycl ed abrasive and distilled or deionized water is added to fill the
container. The resulting slurry mixture is stirred or shaken and al |l owed
to settle. The water is then exam ned for the presence of an oil sheen
If a sheen is present, the nmedia nust not be used and the source of
contam nati on nust be identified and corrected. Inspect recycled stee
grit blast media at ninimumonce for every four hours of blasting for
conpliance with paragraph Abrasive Media requirenents for nunmber of round
and hal f-round particles. Recycled steel grit working mxtures with
greater than 15 percent round or hal f-round particles nust be di sposed or
reconstituted by the addition of a suitable quantity of new steel grit
abrasive to the working mixture. Retest the particle shape of the
reconstituted steel grit prior to the commencenent of blasting.

.3.1.3.3 Bl ast Profile

Measure the surface profile depth in accordance with ASTM D4417, Met hod

C. The mean value of three profile nmeasurenents taken within a 103 cn? 16

in? area constitutes a spot neasurenent. Conduct a mni num nunber of 3
spot neasurenents at random per unit area per 45 n? 500 ft. The aver age

surface profile for each 45 n? 500 ft?> area nust conformto the
requi renents of paragraph Abrasive Blasting. Perform spot neasurenments on

wel dnents and fl anme-cut edges. Perform at |east one spot neasurenent for

each 15 n? 50 ft2 of weld and at |east one spot measurenent for each 3 n?

10 ft? of flame-cut edge. Each spot neasurenent on welds or flame-cut
edges must conformto the requirenents of paragraph Abrasive Bl asting.
Surfaces not nmeeting the profile requirenent must be reblasted and

r ei nspect ed.

.3.1.3.4 Cont am nants on Prepared Surface

Visual ly inspect abrasive blasted surfaces that have been swept, blown
down, or vacuum cl eaned to renove residual debris and dust for grease,
oil, and dust. Use any suitable test to enhance the visual inspection for
grease and oil including water break, solvent evaporation, and heat

tests. Inspect for grease and oil at |east once per workday or every four
hours of blasting. Inspect the cleaned surfaces for residual dust using
the tape test. The tape test is performed by adhering a cl ear piece of
tape to the surface. The renpoved tape is inspected for adherent
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particles. Performthe tape test once per 45 n? 500 ft? of pr epar ed

surf ace.
3.3.1.4 Metal | i zed Coating | nspection
3.3.1.4.1 Equi prent Setup Validati on Bend Test

Record and confirmthat the operating paraneters are the same as were used
to prepare the JRS each day or every tine the thermal spray equipnment is to
be used. The thernal spray applicator nust then apply the coating to
prepared test panels and conduct the bend test. The bend test is a
qualitative test used to confirmthat the equipnment is in proper working
condition. The test consists of bending coated steel panels around a
cylindrical mandrel and exam ning the coating for cracking. Record the
results of the bend test and | abel and save the test panels. The test
panel s consist of five cold rolled steel panels neasuring 50 x 150 x 1.25 nmmw
2 X 6 x 0.050 inch. The panels are cleaned, blasted, and coated using the

i dentical surface preparation procedures and spray paraneters as used to
prepare the working surface. The coating is applied in a cross-hatch
pattern using the sane number of overl apping spray passes as used to prepare
the JRS. The coating thickness is neasured to confirmthat the coating
thickness is within the specified range. Test panels are bent 180 degrees
around a steel nandrel of a specified dianeter. Thermal spray coating
systenms 1-7, 2-7Z, 4-Z-A, 5-Z-A 7-A and 8-A are tested using a 12.5 nr 0.5
inch dianmeter mandrel. Systems 3-Z and 6-Z-A are tested using a 15.6 nmr
0.625 inch dianmeter nmandrel. Use a pneumatic or manual nechanical bend test
apparatus to bend the test panels. Visually exam ne the test panels without
magni fication. If the bend test fails, corrective action nust be taken and
the bend test repeated until acceptable results are achieved. Successfu
conpletion of the bend test is required before any netallizing is applied to
t he worki ng surface.

3.3.1.4.2 Atoni zation Air Cl eanliness

Test conpressed air used for atom zing netallized coatings using the
nmet hod descri bed in paragraph Abrasive Blast Air C eanliness.

3.3.1.4.3 Metal | i zed Coati ng Appear ance

Visual ly i nspect the appearance of the applied netallized coating prior to
sealing for conpliance with the requirenments of paragraph Metallized
Coati ng Appearance. Report areas of defective coating to the Contracting
O ficer and docunment, and mark them for repair.

3.3.1.4.4 Metal | i zed Coating Thi ckness

Eval uate the thickness of the thernal spray coating for conpliance with
par agraph Metallizing Thi ckness. Make neasurenents using an approved and
calibrated magnetic filmthickness gage. Calibrate the gage on neta
substantially the same in conposition and surface preparation to that
bei ng coated and having a simlar thickness or a m ninmumthickness of 6 mr
1/4 inch. Use calibration thickness standards (shims) of a netallic
conposition and a thickness to that of the material being sprayed. Follow
calibration instructions and obtain thickness standards fromthe

manuf acturer or supplier of the gage. Make thickness readings either in a
straight line with individual readings taken at 25 mr 1 inch intervals or

spaced randomy within a 25 cn? 4 in? area as appropriate for the
configuration of the surface being inspected.. The average of five
readi ngs conpri ses one spot neasurenment. Make a m ni mum of 5 randomy
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spaced spot mneasurenents per 9 n? 100 ft2. For each 9 n? 100 ft? area

eval uated the m ni mum average and m ni num spot thi ckness requirenents mnust
be met. Make areas of deficient coating thickness for correction before
seal i ng begins. Docurment the results of the thickness nmeasurenents.

.3.1.4.5 Met al I'i zed Coating Adhesion

Eval uate the adhesion of the thermal spray coating for conpliance with
par agraph Metal lizing Adhesion in accordance with ASTM D4541 using a
self-aligning type IV tester described in Annex A4 of the specification

Performa total of three randomy spaced adhesion tests for each 45 n? 500

ft2 of work area. \Were deficiencies are noted, additional testing may be
performed to help delineate the extent of area with poor adhesion. Repair
areas of deficient adhesion by renoving and reapplying the netallized
coating. Repair areas danaged by adhesion testing by abrasive blasting
and reapplication of the netallic coating. As an alternative to testing
to the failure point, the tests can be interrupted when the mini num
speci fi ed adhesi on value is achieved. This method precludes the need to
repair coatings danaged by the test. The adherent pull stubs can then be
renoved by heating to soften the glue or by firmy striking the side of
the stub. Use a strong (mnimumr 20.7 MPa 3000 psi) adhesive with a rapid
cure (maxi mum 1-hour at 21 degrees C 70 degrees F) to adhere the pul

stubs to the nmetallized coating. Sone nmethyl nethacryl ate adhesives are
known to achieve a 27.6 MPa 4000 psi bond strength in 1-hour.

.3.2 Qual ity Assurance Hol d Point Eval uations

The Coating I nspector nust performand docunment the Quality Assurance Hol d
Poi nt eval uations and report the results to the Contracting Oficer. The
Contracting Officer will have sole authority to approve progression from
one work phase to the next. Wrk phases are delineated by the I nspection
Hol d Poi nt s.

.3.2.1 Surface Preparation Quality Assurance Hold Point Eval uation

At the completion of surface preparation on a given work area and prior to
nmetal | ization, subnmit to the Contracting Oficer the conpleted
docunentation resulting fromthe inspections perforned in paragraphs

Anbi ent Conditions |Inspection, Presurface Preparation |Inspection, Surface
Preparation Inspection, Abrasive Blast Air C eanliness |Inspection, Blast
Medi a O eanliness and Shape, Blast Profile, and Contaninants on Prepared
Sur f ace.

.3.2.2 Metal l'i zed Coating Quality Assurance Hold Point Eval uation

At the conpletion of netallized coating application on a given work area
and prior to sealing, subnmit to the Contracting Oficer the conpleted
docunentation resulting fromthe inspections perforned in paragraphs
Anmbi ent Conditions Inspection, Atom zation Air C eanliness, Mtallized
Coati ng Appearance, Metallized Coating Thickness, and Metallized Coating
Adhesi on.

.3.2.3 Seal ed System Quality Assurance Hol d Point Eval uation
At the completion of sealer and paint coat application on a given work
area and prior to the placenment of the coated itemin service, submt to

the Contracting O ficer the conpl eted docunentation resulting from al
i nspections and tests including those specified in Section 09 97 02
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PAI NTI NG  HYDRAULI C STRUCTURES.
3.4  METALLI ZI NG SYSTEMs TO BE APPLI ED
Apply the required netallizing systems as shown on the draw ngs.

3.5 SPECI AL PAI NTI NG | NSTRUCTI ONS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Thinning instructions in the painting
specification should be nodified as follows: the
first coat of systens No. 3, 4, 5-D, and 21 nust be
thinned with 25 percent by vol une of the recomended
thi nner. Subsequent paint coats nust be thinned in
accordance with the standard instructions found in
Section 09 97 02. The first coat of paint systemns
No. 13 and 14 should not receive extra thinning. It
is not required.

I n geographic regi ons where air pollution
regul ati ons prohibit the use of inpacted inmersion
pai nt systems No. 3, 4, and 5-D, for architectura
pai nting, paint system No. 21 should be substituted
for imersion applications. |If system 21 does not
conply with air pollution regulation then no seal er
shoul d be used. Were systens 13 and 14 do not
conply with VOC regul ati ons then do not specify a
seal er system for atnospheric service.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Perform sealing and painting in accordance with the painting schedul e and
with the requirenents of Section 09 97 02 PAINTING HYDRAULIC
STRUCTURES. The clean, dry netallized surface is the receiving surface
for the specified paint systens.

3.6 VETALLI ZI NG SYSTEMS AND METALLI ZI NG SCHEDULE

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

NOTE: By inserting specific item conponent names or
surface description in the blank spaces provided in
the tabul ation, the nmetallizing to be done on a

proj ect can be shown in schedule form Alternately,
the nmetallizing system nunber can be shown on the
appl i cabl e drawi ngs.

The nunber assigned to each netallizing systemin
the Iisting should not be changed locally, even
t hough on specific projects sone systens are

omtted. |If other systens are added locally, they
shoul d be assigned nunbers other than those used in
thi s guide.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S
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SYSTEM NO. 1-Z

Itens or surfaces to be netallized:

G

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni mum (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.05 - 0.072.0 - 3.0

Zi nc

0.125

0. 156

SYSTEM NO. 2-Z

Itens or surfaces to be netallized:

]

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni num (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.06 - 0.092.5 - 3.5

Zi nc

0. 2510

0. 3012

SYSTEM NO. 3-Z

Itens or surfaces to be netallized:

G

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni mum (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.08 - 0.103.0 - 4.0

Zi nc

0.3514

0. 4016

SYSTEM NO. 4-Z-A

Itens or surfaces to be netallized:

G

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni mum (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.05 - 0.072.0 - 3.0

85-15 Zi nc- Al um num

0.125

0. 156

SYSTEM NO. 5-Z-A

Itens or surfaces to be netallized:

G

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni mum (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.06 - 0.092.5 - 3.5

85-15 Zi nc- Al um num

0. 2510

0. 3012

SYSTEM NO.  6-Z-A

Itens or surfaces to be netallized:

G

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni mum (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.08 - 0.103.0 - 4.0

85-15 Zi nc- Al um num

0.3514

0. 4016

SECTION 09 97 10.00 10 Page 30




SYSTEM NO. 7-A

Itens or surfaces to be netallized:

G

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni mum (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.05 - 0.082.0 - 3.0

Al um num

0.104

0.125

SYSTEM NO. 8- A

Itens or surfaces to be netallized:

]

Bl ast Profile (nm
(mls)

Metal lizing Materi al

Coating M ni num (nmm
(mls)

Thi ckness Aver age

(m) (mls)

0.06 - 0.092.5 - 3.5

Al um num

0. 208

0. 2510

-- End of Section --
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