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NOTE: This guide specification covers the
requirenents for the material and application of
expansi ve grout to ensure structural integrity of
construction.

Associ ated work found in other sections includes
preparation of surfaces to receive grout. Indicate
areas of application on the draw ngs.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Format Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate informtion.

Renove i nformation and requirenments not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)
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PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organi zation, designation, date,
and title.
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1.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref er ences not

used in the text will automatically

be deleted fromthis section of the project
speci fication when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the

ext ent

r ef erenced.

The publications are referred to within the text by

t he basic designation only.

ACl

AC

ACl

ACl

AMERI CAN CONCRETE | NSTI TUTE (ACl)

211.5R

214R

311. 4R

MCP SET

(2014) Cuide for Submittal of Concrete
Proportions

(2011) Evaluation of Strength Test Results
of Concrete

(2005) Cuide for Concrete Inspection

(2017) Manual of Concrete Practice

ASTM | NTERNATI ONAL (ASTM

ASTM C33/ C33M

ASTM C150/ C150M

ASTM C1107/ C1107M

2

SUBM TTALS

(2023) Standard Specification for Concrete
Aggr egat es

(2022) Standard Specification for Portland
Cenment

(2020) Standard Specification for Packaged
Dry, Hydraulic-Cement G out (Nonshrink)
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NOTE:

Revi ew Submittal Description (SD) definitions

in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submttal
items in the text, to reflect only the subnmittals
required for the project. The Guide Specification

t echni cal

editors have classified those itens that

requi re Government approval, due to their conplexity

or criticality,
subm ttal
Quality Control

with a "G" Cenerally, other

items can be reviewed by the Contractor's

System Only add a “G to an item

if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
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to three characters to indicate the approving
authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals required
as proof of conpliance for sustainability Quiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PRCCEDURES.
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Covernment approval is required for submttals with a "G' or "S"
classification. Subnmittals not having a "G' or "S" classification are for
Contractor Quality Control approval. Subnittals not having a "G' or "S"
classification are for information only. Wen used, a code follow ng the
"G' classification identifies the office that will review the submttal
for the Governnent. Submit the follow ng in accordance with Section

01 33 00 SUBM TTAL PROCEDURES:

SD-01 Preconstruction Submttals

Grout Placenent and I nspection Reports; C [ ]
SD- 04 Sanpl es

Aggregates; G [ ]

Expansi ve Adm xtures; G, [__ ]

SD- 06 Test Reports

Expansion; G [ ]

Conpressive Strength; G [__ ]

Grout Placenent and I nspection Reports; G [ ]
Expansive Gout; G [__ ]

Portland Cement; G [__ ]

SD-07 Certificates

Portland Cenent; G [_ ]
Expansi ve Admi xtures; G [__ ]
Expansive Gout; G [__ ]
Aggregates; C [__ ]
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1.3  QUALITY CONTROL

1.3.1 Grout Placenment Plan and Inspection Reports
Provi de exanmpl es of grout placenent and inspection reports in accordance
with ACI 214R, ACI 211.5R, ACI 311.4R and ACI MCP SET. Show details of
proposed methods of application, with witten instructions fromthe
manuf acturer for the use of expansive admi xture at |east [45] | ]
cal endar days before the start of expansive concrete operations.

Include a copy of records of inspections and tests, as well as the records
of corrective action taken. |nclude descriptions of preparation of
cavities for placenment of grout; and proper mxing, placenent, and curing
of grout with nethods of preventing discoloration

PART 2 PRODUCTS

2.1 MATERI ALS

2.1.1 Portl and Cenent

Provi de portland cement grout conform ng to ASTM C150/ C150N for Cement,
Type I.

2.1.2 Aggr egat es

Submit sanples conformng to ASTM C33/ C33l for aggregates and the
gradation as directed.

2.1.3 Wt er
Provi de potable water.

2.1. 4 Expansi ve Adm xtures

EE R I R R S I R R I R I R I R S R R R R S R R I R R R I R R R R O

NOTE: Sel ect one of next two paragraphs, depending
on type of expansive adm xture required.

Select the first paragraph for Type A expansive
grout, described bel ow.
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[ Use adm xture consisting of an oxidi zable netallic aggregate.
][ Use adm xture consisting of a netallic al um num powder.

] Submit sanples to the Contracting O ficer before conmencenent of work for
revi ew and accept ance.

2.1.5 Expansi ve G out
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NOTE: Sel ect one of the follow ng two paragraphs,
dependi ng on the type of grout required. Last
paragraph is applicable to either selection. Types
are described as foll ows:

Type A grout derives its expansive properties from
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oxi dation of netallic aggregate. xidation and
consequent expansion nmay be expected to continue
either until the aggregate has been conpletely
oxi dized or until the grout, in plane, has been
seal ed off fromfurther contact w th oxygen

Type B grout derives its expansive properties from
the liberation of gas into the mxture during and
after mxing. Chemcal reaction causes evol ution of
hydrogen gas. Expansion may be expected to continue
either until the gas-liberating mechani smhas been
exhausted or until the mixture has solidified to
such an extent that the tendency for evolving gas to
expand is effectively resisted by the stiffness of

t he grout.
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[ Provide Type A grout containing an oxidizable nmetallic aggregate and an
oxi dation-pronoting ingredientin accordance with nanufacturer's
i nstructions.

][ Provide Type B grout containing a metallic alum num powder with al kal
hydroxi des in solution. Do not exceed 0.3 percent by weight or as
recommended by the grout manufacturer

] PART 3 EXECUTI ON

3.1 PREPARATI ON
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NOTE: Verify that the section cited belowis

i ncluded in specification
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Prepare cavities for grouting by cleaning away foreign matter, |aitance,
dirt, grease, or oil in accordance with manufacturer's instructions.
Clean all contact surfaces of concrete and nasonry no | ess than 24 hours
bef ore grout application

3.1.1 M xi ng

M x grout ingredients for both cenentitious grout and epoxy grout in
accordance with the manufacturer's instructions and reconmrendati ons.

M x grout materials withproperly sized and powered mechani cal m xers.
M x grout as close to the work area as possible.
3.2  APPLI CATI ON
3.2.1 Pl aci ng G out
Pl ace grout in accordance with the manufacturer's installation
i nstructions and reconmendati ons. Do not use grout that has begun to set
or if more than one hour has el apsed after initial mxing.
Fill blind cavities by pressure injection under controlled venting.

Provi de continuous injection with vent open until waste grout is expelled
through the vent with the same consistency. Then block the vent for
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pressurization to 413 kil opascal 60 psi. Use |ower pressures when damage
to construction may result.

.3 FI ELD QUALI TY CONTRCL
Provide testing and submt test reports in accordance with
ASTM C1107/ C1107N for the expansive grout to neet the follow ng
performance requirenents:

Expansi on: 28 cal endar days - Percent maximum 0.3

- Percent mininum 0.0

Conpressive Strength: 34 | ] Megapascal 5,000 [ ] psi
.4 PROTECTI ON
Protect freshly placed grout frompremature drying and excessive cold or
hot tenperatures. Conply with nanufacturer's instructions for

col d-weat her and hot - weat her protection during curing.

-- End of Section --
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