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NOTE: This guide specification covers the
requirenents for fiberglass reinforced plastic (FRP)
pi pe and tube railings, customarily manufactured to
neet specific requirenents in building construction
and fabricated FRP itens, which are not a part of
the structural FRP conponents or framework.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

EE R I R R S I R R R I R I R S R R R R S R I R I R R R R R R R R

NOTE: Units of work normally included in this
section should be FRP itens that require specific

fabrication to nmeet the desired project requiremnments.
EE IR I Sk S S I S S S I O R R R Rk S S Sk S O R R S Ik S I S R R Sk I O

EE R R R S I R R I R I R I R S R R R R S R R I R R R S R S R R

NOTE: Include in drawings a conpl ete design
i ndi cating the character of the work to be perforned
and showi ng the foll ow ng:

a. Location and details of each fabricated FRP pipe

and tube railings conponents show ng all dinensions,
shapes, and sizes of nenbers and connections, and
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the relation of itens to other building conponents.
b. Al sizes and di nmensions.

c. Special fastenings, attachnents or anchoring,

i ncl udi ng anchorage devi ces enbedded i n ot her
construction, including but not limted to, precast
concrete wall panels, precast concrete structura
menbers, precast concrete roof decking, brick and
bl ock masonry, and precast stone work; anchorage
devices to structural steel framework, including,
but not Iimted to, steel bar grating, steel floor
pl ates, and structural steel roof or floor decking.

d. Location and special details of expansion joint
covers.

e. Connection details, other than manufacturer's
standard for pipe and tube railings.

f. Locations and details renpvabl e sections of

handrail s.
EE IR I b R S I I I I IR I I I IR I I R S R I I I I R I R I I R R I I I I I I R R I S I S b E b I IR I R I R I S I I b b I b b I b I

PART 1 GENERAL

This Section includes new fiberglass reinforced plastic (FRP) pipe and
tube railing/guards, mounting systens and accessories.

1.1 REFERENCES

EE R R R I R R R R I R S R R R R O S R R S I R R R R R S R R R R

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
speci fication when you choose to reconcile

references in the publish print process.
ER R IR I I R R R R R I I I R R R R I I R R R R S I I I R R R R I I I I R R R S I I I R O I I I R R R S I I I

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

AVERI CAN SOCI ETY OF ClVIL ENG NEERS ( ASCE)

ASCE 7-22 (2022; Supp 1 2023; Supp 2 2023) M ni mum

SECTION 06 82 14 Page 4



Desi gn Loads and Associated Criteria for
Bui | di ngs and Ot her Structures

AVERI CAN SOCI ETY OF MECHANI CAL ENG NEERS ( ASME)

ASME B18. 2.1

ASME B18. 2. 2

ASME B18. 6. 2

ASME B18. 6. 3

ASME B18.21.1

ASME B18. 21. 2M

(2012; R 2021) Square, Hex, Heavy Hex, and
Askew Head Bolts and Hex, Heavy Hex, Hex
Fl ange, Lobed Head, and Lag Screws (Inch
Seri es)

(2022) Nuts for General Applications:
Machi ne Screw Nuts, and Hex, Square, Hex
Fl ange, and Coupling Nuts (lnch Series)

(2020) Square Head Set Screws and Sl otted
Headl ess Set Screws (Ilnch Series)

(2024) WMachi ne Screws, Tappi ng Screws, and
Metallic Drive Screws (Inch Series)

(2009; R 2016) Washers: Helical
Spring-Lock, Tooth Lock, and Pl ain Washers
(I'nch Series)

(1999; R 2014) Lock Washers (Metric Series)

AVERI CAN SOCI ETY OF SAFETY PROFESSI ONALS ( ASSP)

ASSP Al0. 3

(2020) Safety Requirenents for

Powder - Act uat ed Fasteni ng Systens American
National Standard for Construction and
Denolition Qperations

ASTM | NTERNATI ONAL ( ASTM

ASTM A307

ASTM C1107/ C1107M

ASTM D430

ASTM D638

ASTM D696

ASTM D790

(2021) Standard Specification for Carbon
Steel Bolts, Studs, and Threaded Rod 60
000 PSI Tensile Strength

(2020) Standard Specification for Packaged
Dry, Hydraulic-Cement G out (Nonshrink)

(2006; R 2012) Standard Test Methods for
Rubber Deterioration - Dynanic Fatigue

(2014) Standard Test Method for Tensile
Properties of Plastics

(2016) Standard Test Method for
Coefficient of Linear Thernmal Expansion of
Pl astics Between -30 degrees C and 30
degrees C Wth a Vitreous Silica

Di | at onet er

(2017) Standard Test Methods for Flexural
Properties of Unreinforced and Rei nforced
Pl astics and El ectrical Insulating

Mat eri al s
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ASTM D1148 (2013; R 2018) Standard Test Method for
Rubber Deterioration—bi scoloration from
Utraviolet (UY) or W/ Visible Radiation
and Heat Exposure of Light-Colored Surfaces

ASTM D2344/ D2344M (2016) Standard Test Method for Short-Beam
Strength of Polynmer Matrix Conposite
Material s and Their Lani nates

ASTM D3039/ D3039M (2017) Standard Test Method for Tensile
Properties of Polyner Matrix Conposite
Material s

ASTM D7264/ D7264M (2021) Standard Test Method for Flexura
Properties of Polyner Matrix Conposite
Mat eri al s

ASTM E84 (2023) Standard Test Method for Surface
Burni ng Characteristics of Building
Material s

ASTM E488/ E488M (2022) Standard Test Methods for Strength

of Anchors in Concrete Elenents
| NTERNATI ONAL CCODE COUNCI L (I CQO)
I CC I BC (2024) International Building Code
NATI ONAL FI RE PROTECTI ON ASSQOCI ATl ON ( NFPA)
NFPA 101 (2024) Life Safety Code
U. S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)
29 CFR 1910. 23 (Nov 2016) Ladders

29 CFR 1926 Saf ety and Health Regul ations for
Construction

1.2 SUBM TTALS

EE R R R S R R I R I R I R S R R S R I R S I R I R I R R R R R I R R R

NOTE: Review Submittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submtta

items in the text, to reflect only the submttals
required for the project. The CGuide Specification
technical editors have classified those itens that
requi re Governnent approval, due to their conplexity
or criticality, with a "G" GCenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets
following the "G' classification, with a code of up
to three characters to indicate the approving
authority. Codes for Arny projects using the
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Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submttals required
as proof of conpliance for sustainability Guiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PROCEDURES.

EE R R R S I R I R I R I R S R R R R O S R R S R R R R R R R R

Covernment approval is required for submittals with a "G or "S"
classification. Submittals not having a "G' or "S" classification are for
Contractor Quality Control approval. Subnittals not having a "G' or "S"
classification are for information only. \Wen used, a code follow ng the
"G' classification identifies the office that will review the submttal
for the Governnent. Submit the follow ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:
SD- 01 Preconstruction Subnittals
Qualifications of Manufacturer; C, | ]
Qualifications of Engineer of Record; C, | ]
SD- 02 Shop Drawi ngs
Installati on Drawi ngs; C, | ]
SD- 03 Product Data
FRP Pi pe and Tube; C, | ]
Rai | i ngs/ Guards; C, | ]
Anchorage Materials; C, | ]
Adhesi ves; C, | ]
Resins; G, | ]
Har deners; C, | ]
Manuf acturer's Sanple Warranty
SD- 06 Test Reports
U traviolet Test Reports
Ther mal Expansi on Test Reports

Fl ame Spread Test Reports

SD-07 Certificates
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Manuf acturer's Certification by the State of | ] Product
Approva

Proof of Certification froma mninmmof two quality assurance
progranms for its facilities or products (UL, DNV, ABS, USCG AARR)

SD- 08 Manufacturer's Instructions
Manuf acturer's Instructions
SD- 09 Manufacturer's Field Reports
Manuf acturer's Certification of Installation
SD-11 d oseout Submittals
Manuf acturer's Warranty
1.3 QUALI TY CONTROL
In each of the NFPA standards referred to herein, the advisory provisions
are mandatory, as though the word "shall" is substituted for the word
"shoul d* wherever it appears. Reference in these standards to the
authority having jurisdiction is interpreted to nean the Contracting
Oficer.
1.3.1 Qualifications of Manufacturer
Submit Qualifications OF Manufacturer documentation certifying that the
Fi bergl ass Reinforced Plastic (FRP) nanufacturer has a m ni num of
[10] ] years of experience in manufacturing FRP products.
Provide items within this section from manufacturers having a m ni mum of
[5] [10] [ ] years of experience in the design and manufacture of

simlar products and systens.

[ Subnmit docunentation proving a mninmmof five separate, sinilar
installations within the last [5] [10] [ ] years.

][ Submit the Proof of Certification froma mninumof two quality assurance
programs for its facilities or products (UL, DNV, ABS, USCG AARR).

][ Submit the manufacturer's certification by the State of | ] Product
Appr oval

] Provide the manufacturer's sanple warranty for all FRP products agai nst
defects in material and workmanship for a mnimumof [5] [ ] years.
Provi de evi dence of manufacturer's | SO 9001: 2000 standard certification.

1.3.2 Qualifications of Engi neer of Record

[ Submit Qualifications of Engineer of Record documentation that the
Engi neer of Record is currently licensed within the jurisdiction of the
proj ect.

][ Submit docunentation that the Engi neer of Record is approved, authorized,
and currently licensed by the State of | ], and has a m ni mum of [5]
years of experience as an approved Engi neer for manufacturers of simlar
pi pe and tube railing systems. Require the Engineer of Record to supply

SECTION 06 82 14 Page 8



the nane and location of [five] projects of sinmlar size and scope for

whi ch they have provided engi neering cal cul ati ons using the nanufacturer's
products submitted for this project within the previous [3] [ ]

years. Provide certified and signed cal cul ati ons prepared by Engi neer for

] a. The design in accordance with International Building Code and ASCE 7-22
b. Installation draw ngs

1.4 DELIVERY, HANDLI NG AND STORAGE
Deliver all manufactured materials in original, unbroken pallets,
packages, containers, or bundles bearing the |abel of the manufacturers,
clearly marked and identified relative to the conplete system Provide
al | adhesives, resins and their catalysts and hardeners in clearly marked
or noted crates or boxes. Store all manufactured materials in dry indoor
facilities with a constant tenperature range between 21.11 and 29. 44
degrees C 70 and 85 degrees F until they are required.

Handl e all nmaterials to prevent abrasion, cracking, chipping, tw sting, or
ot her deformations, and other types of danage.

PART 2 PRODUCTS

2.1 SYSTEM DESCRI PTI ON

2.1.1 Install ati on Draw ngs
Submit tenplates and erection and installation draw ngs indicating
t hi ckness, type, and dinensions. Show construction details,
rei nforcement, anchorage, and installation with relation to the building
construction.
I ncl ude pl ans, elevations, sections, details, and attachments to ot her
work. Indicate for installed products to conply with design | oads.
Include structural analysis data signed and sealed by the qualified
pr of essi onal engi neer responsible for their preparation

2.1.2 Product Data
Submit the manufacturer's catal og data including two copies of
manuf acturer's specifications, |oad tables, dinension diagrans, and anchor
details for the followi ng itens:
a. FRP Pipe and Tube
b. Railings/Guards
c. Anchorage Materials
d. Adhesives
e. Resins
f. Hardeners
2.1.3 Desi gn Requi rement s

Ensure that all posts and rails are FRP structural shapes manufactured by
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the pultrusion process. Conpose structural shapes of fiberglass
reinforcement and resin in qualities, quantities, properties,
arrangenents, and di nensions as necessary to nmeet the design requirements
in accordance with ASCE 7-22, 29 CFR 1910.23, NFPA 101, and di nensions
speci fi ed.

Ensure that fiberglass reinforcenents are a conbination of continuous
roving, continuous strand nat, and surfacing veil in sufficient quantities
as needed by the application required, the physical properties required,
or both.

Provide resins, with appropriate hardeners, of isophthalic polyester, wth
the chemi cal fornulation necessary for corrosion resistance, strength, and
ot her physical properties.

Ensure that all finished surfaces of FRP itens, including FRP pipe and
tube, railings/guards, anchorage materials, and fabrications, are snpoth,
resin-rich, and free of voids, dry spots, cracks, and unreinforced areas.
Provi de conpl ete coverage of all glass fibers with resin to protect

agai nst their exposure to wear or weathering.

Protect all pultruded structural shapes fromultraviolet (UV) attack with:
a. Integral W inhibitors within the resin

b. Synthetic surfacing veil to help produce a resin-rich surface

c. UW-resistant coating for outdoor exposures

Provi de FRP products that have a flane spread rating of 25 or less as
specified in ASTM E84, Tunnel Test. Submt | ] copies of Flanme Spread
Test Reports to the Contracting Oficer.

Ensure that rails, posts, and kick plates are integrally pignmented

yel low. Submit [ ] copies of Utraviolet Test Reports for FRP
material, simlar to the requirenents of ASTM D1148 for rubber
deterioration, and ASTM D430, to the Contracting Oficer. Submt testing
data relating to Thernmal Expansi on Test Reports.

Provi de structural shapes in the guardrail systemto meet mninum
| ongi t udi nal nmechani cal properties as foll ows:

Tensile Strength ASTM D638 2.068427e+008 pascal
Tensi | e Modul us ASTM D638 1.723689e+010 pascal

Fl exural Strength ASTM D790 2.068427e+008 pascal
FI exural Modul us ASTM D790 1.241056e+010 pascal
Fl exural Modul us-Full Section 1.930532e+010 pascal
Short Beam Shear ASTM D2344/ D2344M 3.102641e+007 pascal

SECTION 06 82 14 Page 10



Shear Modul us- Transver se 3.102641e+009 pascal
Coef ficient of Thernal ASTM D696 2.032e-005 cmcm' m
Expansi on

Fl ame Spread ASTM E84 2.032e-005 cmcm m
Tensile Strength ASTM D3039/ D3039M 30, 000 psi

Tensi | e Modul us ASTM D3039/ D3039M 2,500, 000 psi

Fl exural Strength ASTM D7264/ D7264M 30, 000 psi

FI exural Modul us ASTM D7264/ D7264M 1, 800, 000 psi

FI exural Modul us- Ful | 2,800, 000 psi
Section

Short Beam Shear ASTM D2344/ D2344M 4,500 psi

Shear Modul us- Transver se 450, 000 psi
Coefficient of Thernmal ASTM D696 . 000008 in/in/F
Expansi on

FI ame Spread ASTM E84 25 or less

2.1. 4 Per f or mance Requi renents
2.1.4.1 Structural Perfornmance of Pipe and Tube Railings
Provi de a pipe and tube railing system capable of wthstanding the effects
of gravity loads in accordance with ASCE 7-22 and International Building
Code, ICC IBC the State of | ] Building Code, with the follow ng | oads
and stresses within limts and under the conditions indicated:
a. Handrails:
(1) Uniformload of 6.91 Kgf/m 50 | bf/foot applied in any direction
(2) Concentrated |load of 90.72 Kgf 200 I bf applied in any direction

(3) Uniformand concentrated | oads need not be assumed to act
concurrently.

b. Top Rails of Guards:
(1) Uniformload of 6.91 Kgf/m 50 | bf/foot applied in any direction
(2) Concentrated |load of 90.72 Kgf 200 I bf applied in any direction

(3) Uniformand concentrated | oads need not be assumed to act
concurrently.

cC. Infill of Guards:

(1) Concentrated load of 6.91 Kgf/m 50 | bf applied horizontally on an
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2.

area of 929 square centineter 1 square foot.

(2) Uniformload of 1.2 kilopascal 25 |bf/square foot applied
hori zontal | y.

(3) Infill |oad and other |oads need not be assumed to act
concurrently.

2 FABRI CATI ON

Perform fabrication of the handrail post/rail connection such that the
rails are unbroken and continuous through the post without the use of

packs or splices. Install the bottomrail through the post at a prepared
hole nade to fit the outside dinensions of the rail, and the top rail fit
into a machi ned, u-shaped pocket forned into the top of the post such that
the rail is located at the center of the post. Radius all exposed corners

to elimnate sharp edges. Join the rails to the post through a

conbi nati on of bonding and riveting. Ensure that no sharp, protruding
edges renmain after assenbly of the handrail. Space the posts no nore than
1.83 nm 72 inches apart. Attach post bases according to the construction
contract drawi ngs. Reinforce post bases to a height of 22 cmr 8 1/2 inches.
Coat all field-fabricated and shop-fabricated cuts with a vinyl ester

resin to provide maxi mum corrosion resistance.

.3 VATERI ALS

. 3.1 Fast eners

Provi de Type 316 stainl ess-steel conceal ed fasteners, unless unavoi dabl e
or standard for railings indicated.

.3.2 Anchors

Provi de cast-in-place epoxy nechanical anchors, fabricated from
corrosion-resistant materials with capability to sustain, without failure,
a load equal to six tines the design |oad i nposed when installed in unit
masonry and equal to four tines the design |load inposed when installed in
concrete, as determ ned by testing as specified in ASTM E488/ E488N

.3.3 Grout And Anchoring Cenent

Provi de factory-packaged, nonshrink, nonnetallic grout conplying with
ASTM C1107/ C1107l; or water-resistant, nonshrink anchoring cenent;
recommended by the manufacturer for exterior use. Ensure that all other
adhesives conformto the manufacturer's recommendati ons and instructions.

.3.4 Conponent Connecti ons

.3.4.1 Lag Screws and Bolts

Provide |l ag screws and bolts conforming to ASME B18.2.1, of the type and
grade best suited for the purpose.

.3.4.2 Toggl e Bolts

Provi de toggle bolts conformng to ASME B18. 2.1
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2.

3.4.3 Bolts, Nuts, Studs, and R vets

Provide bolts, nuts, studs, and rivets conformng to ASVE B18. 2.2 and
ASTM A307.

.3.4.4 Powder - Dri ven Fasteners

Fol | ow safety provisions of ASSP AlO. 3

.3.4.5 Screws

Provi de screws conformng to ASVE B18.2.1, ASME B18.6.2, and ASME B18. 6. 3.

.3.4.6 Washer s

Provi de plain washers conform ng to ASVE B18.21.1. Provide bevel ed
washers for Anerican Standard beanms and channel s, square or rectangul ar
tapered in thickness, and snoboth. Provide | ock washers conforming to
ASME B18. 21. 2N and ASME B18. 21. 1.

PART 3 EXECUTI ON

3.

1 | NSTALLATI ON

Install itenms in accordance with 29 CFR 1910.23 and 29 CFR 1926 at
| ocations indicated, according to the manufacturer's instructions. Verify
all neasurenments and take all field neasurenents necessary before

fabrication. Include all materials and parts necessary to conpl ete each
item even though such work is not definitely shown or specified. Perform
cutting, drilling, and fitting required for installing railings. Set
railings accurately in location, alignment, and elevation. Submt | ]

si gned copi es of Manufacturer's Certification of Installation

a. Set posts plunb within a tolerance of 1.6 nmr 1/16 inch in 0.91 neter 3
feet.

b. Aign rails so variations fromlevel for horizontal nmenbers and
variations fromparallel with rake of steps and ranps for sloping
nmenbers do not exceed 6.4 mr 1/4 inch in 3.66 neter 12 feet.

.11 Anchor age, Fasteni ngs, and Connecti ons

Provi de anchorage where necessary for fastening mscellaneous FRP itens
securely in place. Include for anchorage not otherw se specified or

i ndicated slotted inserts, expansion shields, and powder-driven fasteners,
when approved for concrete; toggle bolts and through-bolts for masonry;
machi ne and carriage bolts for steel; through-bolts and screws. Concea
fast eni ngs where practi cabl e.

1.2 Wor kmanshi p

Ensure that FRP work is well formed to shape and size, with sharp lines
and angles and true curves. Ensure that drilling and punching produces
clean true lines and surfaces. Ensure that exposed surfaces of

wor k-in-place to have smooth finishes. MII joints where tight fits are
required. Ensure that corner joints are coped or mtered, well forned,
and in true alignnent. Accurately set work to established Iines and

el evations and securely fasten in place. Ensure that the installation is
in accordance with the manufacturer's installation instructions and the
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approved draw ngs, cuts, and details.
3.2 CLOSEQUT ACTIVITIES

3.2.1 VWarranty

Submit [ ] signed copies of the Manufacturer's Warranty 30 cal endar
days before final inspection.

3.2.2 Manuf acturer's Instructions
Submit the manufacturer's instructions for shipping and handling, and
procedures for erection, care, and mai ntenance upon conpl etion of
installation.

-- End of Section --
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