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[ SKYLI GHTS][ AND ][ TRANSLUCENT PANELS]
08/ 20
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NOTE: This guide specification covers the

requi renents for skylights and translucent panels
manuf actured from gl ass-fi ber or thernoplastic
pol ycar bonat e

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Format Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenments by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate informtion.

Renove i nformation and requirenments not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel come and shoul d be
submtted as a Criteria Change Request (CCR)

EE R R R S R R I R R I R S R R R R R R S R I R I R I R R S R R S R R O

PART 1 GENERAL

1

1

1 SUMVARY

Provi de commercially available [roof windows] [unit skylights [flat glass]
[domed] [pyranmidal] [vaulted]] [metal or wood franed skylights] which
satisfy all requirenents contained in this section and have been verified
by | oad testing and i ndependent design analyses (if required) to neet

speci fied design requirenents. Provide UV-stabilized, shatterproof and
energy efficient skylight systenms. Provide |light transmitting plastics in
t he manufacturing of skylights for daylighting applications. Systens nust
neet requirenents of UFC 4-010-01

2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in

t hi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by
t he basic designation only.

ALUM NUM ASSCCI ATI ON ( AA)

AA DAF45 (2003; Reaffirmed 2009) Designation System
for Al um num Fi ni shes

AMERI CAN ARCHI TECTURAL MANUFACTURERS ASSCCI ATl ON ( AAMVA)

AAMA 611 (2014) Vol untary Specification for
Anodi zed Architectural Al um num

AAMA 2603 (2020) Vol untary Specification
Per f or mance Requi renents and Test
Procedures for Pignented Organic Coatings
on Al um num Extrusions and Panel s

AAMA 2605 (2020) Vol untary Specification
Per f ormance Requirements and Test
Procedures for Superior Performng Oganic
Coatings on Al um num Extrusions and Panel s

AAMA/ WDMA/ CSA 101/ 1. S. 2/ A440 (2017) North American Fenestration
St andar d/ Speci fication for Wndows, Doors,
and Skylights
ASTM | NTERNATI ONAL (ASTM

ASTM C297/ C297M (2016) Flatwi se Tensile Strength of
Sandwi ch Constructi ons

ASTM D572 (2004; R 2019) Rubber Deterioration by
Heat and Oxygen

ASTM D635 (2018) Standard Test Method for Rate of

Burni ng and/ or Extent and Ti ne of Burning
of Plastics in a Horizontal Position
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ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

D1002

D1003

D1037

D1929

D2244

D2843

D3841

E72

E84

E108

E283

E330/ E330M

E331

E661

(2010; R 2019) Apparent Shear Strength of
Si ngl e- Lap-Joi nt Adhesi vel y Bonded Met al
Speci mens by Tensi on Loadi ng

(Metal -to-Metal)

(2013) Haze and Lunmi nous Transm ttance of
Transparent Pl astics

(2012; R 2020) Standard Test Methods for
Eval uating Properties of Wod-Base Fi ber
and Particle Panel Materials

(2020) Standard Test Method for
Determ ning Ignition Tenperature of
Pl astics

(2021) Standard Practice for Calcul ation
of Col or Tol erances and Col or Differences
fromlnstrunentally Measured Col or

Coor di nat es

(2019) Standard Test Method for Density of
Snmoke fromthe Burning or Deconposition of
Pl astics

(2016) Standard Specification for d ass
Fi ber - Rei nforced Pol yester Plastic Panels

(2022) Conducting Strength Tests of Panels
for Building Construction

(2023) Standard Test Method for Surface
Burni ng Characteristics of Building
Material s

(2020a) Standard Test Methods for Fire
Tests of Roof Coverings

(2019) Standard Test Method for

Determ ning the Rate of Air Leakage
Through Exterior Wndows, Curtain Wills,
and Doors Under Specified Pressure

Di fferences Across the Specinen

(2014; R 2021) Standard Test Method for
Structural Performance of Exterior

W ndows, Doors, Skylights and Curtain
Walls by Uniform Static Air Pressure

Di fference

(2000; R 2023) Standard Test Method for
Wat er Penetration of Exterior Wndows,
Skylights, Doors, and Curtain Walls by
Uniform Static Air Pressure D fference

(2022) Standard Test Method for
Per f ormance of Whod and Wod- Based Fl oor
and Roof Sheat hi ng Under Concentrated
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Static and | npact Loads
ASTM E695 (2022) Standard Test Method of Measuring
Rel ati ve Resi stance of Wall, Floor, and
Roof Construction to Inmpact Loading
| CC EVALUATI ON SERVICE, INC. (I CC ES)

| CCG-ES AC04 (2012; R 2015) Acceptance Criteria for
Sandwi ch Panel s

| NTERNATI ONAL CODE COUNCI L (1 CC)
I CC IBC (2024) International Building Code
NATI ONAL FENESTRATI ON RATI NG COUNCI L ( NFRC)

NFRC 100 (2020) Procedure for Determ ning
Fenestrati on Product U Factors

NFRC 200 (2020) Procedure for Determ ning
Fenestrati on Product Sol ar Heat Gain
Coefficient and Visible Transm ttance at
Nor mal | nci dence
U. S. DEPARTMENT OF DEFENSE ( DOD)

UFC 4-010-01 (2018; with Change 3, 2024) DoD M ni num
Antiterrorism Standards for Buil di ngs

U. S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)
29 CFR 1910. 23 (Nov 2016) Ladders

UNDERWRI TERS LABORATORI ES (UL)

UL 972 (2006; Reprint Nov 2020) UL Standard for
Safety Burglary Resisting dazing Materi al
Type

.3 SUBM TTALS

EE R R R S I R R I R I R I R S R R R R S R R I R R R R R S R R R O

NOTE: Review submittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list, and correspondi ng submttal
items in the text, to reflect only the submttals
required for the project. The Guide Specification
technical editors have classified those itens that
requi re Governnent approval, due to their conplexity
or criticality, with a "G" Cenerally, other
submttal items can be reviewed by the Contractor's
Quality Control System Only add a “G to an item
if the submittal is sufficiently inportant or
conplex in context of the project.

For Arny projects, fill in the enpty brackets

following the "G' classification, with a code of up
to three characters to indicate the approving
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1.

authority. Codes for Arnmy projects using the

Resi dent Managenent System (RVS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District Ofice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy
and Air Force projects.

The "S" classification indicates submittals required
as proof of conpliance for sustainability Guiding
Principles Validation or Third Party Certification
and as described in Section 01 33 00 SUBM TTAL
PROCEDURES.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

CGovernment approval is required for submittals with a "G' or "S"
classification. Subnmittals not having a "G' or "S" classification are for
Contractor Quality Control approval. Subnittals not having a "G' or "S"
classification are for information only. Wen used, a code follow ng the
"G' classification identifies the office that will review the submttal
for the Governnent. Submit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:
SD- 02 Shop Drawi ngs
Shop Drawi ngs; G, [ ]
SD- 03 Product Data
[ Skylights][ and ][ Translucent Panels]; C, | ]
Recycl ed Content for Al um num Fram ng Materials; S
Energy Star Label for Residential Skylights; S
VWarranty
SD-06 Test Reports
Test Reports
SD-07 Certificates
Syst ens
Qualifications
4  QUALI TY ASSURANCE
a. Provide docunentation of Qualifications for the follow ng: The
manuf acturer is a conpany specializing in the manufacture of the
specified products with a mnimumof [5] [10] years docunented
experi ence. The installer has docunented experience of [5] [ ]
years m ni mum performng the work specifi ed.
b. Before fabrication, provide a full service nock-up of [each type of

skylight] [one skylight unit] [ ] conplete with glass and AAVA
certification label for structural purposes and NFRC tenporary and
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Per manent Label for certification of thernmal performance rating for
revi ew of skylight construction and quality of hardware operation
d ass and glaze in confornmance with the applicable requirenments of
Section 08 81 00 GLAZI NG

5 DELI VERY, STORAGE, AND HANDLI NG

Provi de factory assenbl ed system nodul es to the greatest extent possible.
Ship panels to the jobsite in rugged shipping units, ready for erection
Affix conspicuous decals on all skylights warning individuals against
sitting or stepping on the units. Store skylight panels on the | ong edge,
several mr inches above the ground, blocked and under cover to prevent
war pi ng. Deliver unit skylights in manufacturer's original containers,
dry, undanmaged, with seals and | abels intact. Deliver, store and protect
all products in accordance with manufacturer's reconmendati ons.

.6 WARRANTY

Provi de the manufacturer's conplete warranty for naterials, workmanship,
and installation. The warranty is for [5] | ] years fromthe time of
project conpletion and with no proration. The warranty nust guarantee,
but not be linted to, the foll ow ng:

a. [No change in light transm ssion and col or of the panels after
exposure to heat of 149 degrees C 300 degrees F for 25 minutes. ][In
accordance with ASTM D2244, panels do not darken nore than 3.0 Delta E
units after 5 years of outdoor weathering in South Florida at 45
degrees facing south. Docunent conpliance with this requirenment in
subm tted Test Reports.]

b. There is no delam nation of the panel affecting appearance,
performance, weatherability or structural integrity of the panels or
the conpl eted system

c. There is no fiberbloomon the panel face.

d. Change in light transm ssion of no nore than 6 percent in accordance
with ASTM D1003, and in color (yellow ng index) no nore than 10 points
in conparison to the original specified value over a 10 year period.

e. Provide a single source warranty for the glazing panels and the
fram ng system Third party warranty for the glazing panels wll not
be accept ed.

PART 2 PRODUCTS

2.

1 [SKYLIGHTS][ AND ][ TRANSLUCENT PANELS]

EE R I R R S I R R I R I R I R S R R R O S I R R R R R S R R S R R R

NOTE: A polyvinyl fluoride filmcoating nay be
specified for the exterior surface of skylight

panel s when | onger wearability is considered
necessary. For fire rated construction, panels with
fire ratings consistent with the overal

construction of the building should be specified.
Retai n appropriate bracketed statenents and
correspondi ng paragraphs bel ow and del ete the others.

The desi gner must consider the differences and
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performance characteristics of the two naterials:

gl ass-fiber reinforced pol yester and extruded

cel lul ar thernopl astic pol ycarbonate before making
the selection to neet specific project requirenents.

When editing this section and devel oping details for
skyl i ght systens, Designer nust ensure systens neet
requi renents of UFC 4-010-01.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Fabricate skylight panels of [glass-fiber reinforced polyester] [or]
[extruded cellular thernoplastic polycarbonate] panels confornmng to the
speci fied requirenents and other appropriate lab test specified criteria,
wei ghing not |ess than 2.4 kg/square neter 8 ounces/square foot. Submt
certified Test Reports fromindependent testing |aboratory for each type
and cl ass of panel system Reports must verify that the material neets
speci fied performance requirenments. Previously conpleted test reports
will be acceptable if they are current and indicative of products used on
this project. Wuere a Cass AL Bor Croof is part of the project,
provide a listing certificate for roof covering systens category
certifying that the product conplies with the safety standards of ASTM E108
and | CC I BC. Size and color of skylight panels as indicated.

.2 GLASS- FI BER PANELS

Provi de gl ass-fiber reinforced pol yester panels conform ng to ASTM D3841,
dass | ] and to the requirenments of AAMAY VWDVA/ CSA 101/ 1. S. 2/ A440.

2.1 Weat herability

Provi de the exposed faces of fiberglass sandwi ch type panels with a

per manent gl ass veil erosion barrier enbedded integrally to provide
maxi mum | ong termresi stance to reinforcing fiber exposure. The exterior
face sheet nust be uniformin strength and resistant to penetration by
penci | point.

. 2.2 Non Conbustible Gid Core

Use 6063-T6 al um num | -beans with provisions for nechanical interlocking
of muntin-mullion and perinmeter to prevent high and | ow intersections
whi ch do not allow full bonding surface to contact with face materi al

| -beamwidth no less than 11 nmr 7/16 inch. Mchine I-beamgrid to

tol erances of not greater than plus or minus 0.05 mr 0.002 inch for flat
panel s. Panels nmust wthstand 650 degrees C 1200 degrees F fire for a
m ni mum of one hour without collapse or exterior flam ng.

.2.3 Adhesi ve

Use heat and pressure resin-type | aminate adhesive engi neered for
structural sandw ch panel use; which passes testing requirenents specified
by the International Conference of Building Oficials' "Acceptance
Criteria for Sandwi ch Panel Adhesive". Provide with the follow ng ninimm
strengt h:

a. Tensile Strength of 5.2 MPa 750 psi in accordance with ASTM C297/ C297N
after two exposures to six cycles each of the aging conditions
prescribed in ASTM D1037.

b. Shear Strength, after exposure to five separate aging conditions in
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accordance with ASTM D1002:

(1) 3.7 MPa 540 psi at 50 percent relative humdity and 23 degrees C
73 degrees F.

(2) 5.5 MPa 800 psi under accelerated aging in accordance with
ASTM D1037 at room tenperature.

(3) 1.7 MPa 250 psi under accelerated aging in accordance with
ASTM D1037 at 83 degrees C 182 degrees F

(4) 9.7 MPa 1400 psi after 500 hour Oxygen Bonb in accordance with
ASTM D572.

(5) 690 kPa 100 psi at 83 degrees C 182 degrees F

.2.4 Panel Construction

EE R I R R S I R R R I R I R S R R R R I R S I R R I R R R S R O S R R O

NOTE: Use nmaterials with recycled content where
appropriate for use. Verify suitability,
availability within the region, cost effectiveness
and adequate conpetition before specifying product
recycled content requirenents. Were it is
confirmed panels are readily available wth alum num
contai ning recycled content, include the |ast
bracket ed sentences.

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Provi de panels consisting of fiberglass faces lanmnated to an al um num

| -beam grid core and deflecting no nore than 48 mr 1.9 inches at 147 kg

per square nmeter in 3 m 30 psf in 10 feet in accordance with ASTM E72,

wi t hout a supporting frame. Include manufacturing facilities, sandw ch
panel conponents and producti on sandwi ch panels in the quality contro

i nspections and required testing, conducted at |east once each year, for
conformance with | CC-ES ACO4 or equivalent. [Provide alum numfram ng
materials with a mnimumrecycled content of 20 percent. Provide data

i dentifying percentage of recycled content for alum numfram ng materials.]

.3 THERMOPLASTI C POLYCARBONATE PANELS

Manuf acture systems fromtransl ucent pol ycarbonate panel s designed for
architectural applications. Provide panels consisting of a polycarbonate
resin with a permanent, co-extruded, ultra-violet protective |ayer;
co-extruded by the manufacturer during the original extrusion of the pane
a permanent part of the exterior and interior |ayers. Pot-applied
coatings or films of dissimlar materials are unacceptable. Provide pane
wi dth not to exceed 600 nr 2 feet to ensure best perfornance for w nd
uplift, vibration, oil canning and visual appearance. Meet the follow ng
manuf acturing requirenents:

a. Extruded in one single fornable I ength. Transverse sections are
unacceptabl e. Manufacture the panels with upstands which are integra
to the unit, and with the upstands 90 degrees to the panel face
(standing seamdry gl azed concept). Welding or gluing of upstands or
standi ng seam i s unaccept abl e.

b. Provide dry glazed profiles mullions, using no seal ant, welding,
adhesi ves or gaskets; thermally break mullions continuous for pane
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| engt h.

c. For structural perfornmance, the use of adhesives, plastic or sonic
wel di ng or sealant is not allowed.

d. For longevity, the mnimumrati o of panel weight to thickness nmust be |
2.44 kg/n? for 10 mr 0.5 psf for 0.4 inch] [3.3 kg/n?for 16 nmr 0. 68 psf

for 0.63 inch] [4.4 kg/n? for 55, 75,and 100 nm doubl e gl azed 0. 91 psf
for 2.2, 3, and 4 inch double glazed] thick panel

e. Extruded panel includes integral extruded nulti-cells, and truss-like
structural core for resistance to buckling. Interconnect the panel's
exterior skins and space apart by supporting ribs, perpendicular to
the skins, at a spacing not to exceed 4 nr 0.16 inches (truss-1like
construction). |In addition, divide the space between the two exterior
skins in a cross section by multiple parallel internediate surfaces,
at a spacing not to exceed 4 mm 0.16 inches.

f. Interior flanme spread classification is Cass [I] [II] in accordance
with ASTM E84.

g. Smoke density no greater than 70 in accordance with ASTM D2843.

h. The exterior and interior faces nust be an approved light transmtting
panel with a CCl fire rating classification in accordance with
ASTM D635.

i. Self-ignition greater than 570 degrees C 1058 degrees F in accordance
with ASTM D1929.

j. Fire rated roof assenbly translucent panels nust be successfully
eval uated for fire fromexterior exposure in accordance with [ ASTM E108
11 ] to neet Cass [A] [B] [C] rating. Provide panel listed by
an i ndependent recognized listing |aboratory.

2.4 COWON PANEL REQUI REMENTS

2.4.1 Appear ance
Provi de face sheets uniformin color to prevent splotchy appearance and
conpletely free of ridges and winkl es which prevent proper surface
contact. Clusters of air bubbl es/pinhol es which collect noisture and dirt
are not acceptable.

2.4.2 Panel Fabrication

Panel construction must nmeet the followi ng requirenents:

a. Light transnission | ] percent; color | ].
b. Assenbl ed panel thickness | ] mr inches.
c. Gid size | ][as indicated].

2.4.3 Ther mal Per f or nance

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: Skylight properties are critical to energy
performance and confort. Specify low U value (rate
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of heat transfer) to reduce winter heat |oss and | ow
sol ar heat gain coefficient to reduce sunmer sol ar
heat gain.

Energy Star labeling is applicable to residentia
units only. For nonresidential applications, refer
to UFC 1-200-02, Hi gh Perfornmance and Sustai nabl e
Bui | di ng Requirenents, for mninmumrequirenments for
energy efficiency and neet m ni mum buil di ng envel ope
requi renents of UFC 3-101-01 including fenestrations
and gl azi ng.

Sel ect the performance requirenents for
non-resi dential skylights and the residential
skylights.

Rk Ik Sk kR IR R R O O Ok e S S R AR Ik R R O o O R O I S bk b R

Provi de non-residential skylights (including frames and gl ass) certified

by the National Fenestration Rating Council with a whole-unit Sol ar Heat

Gai n Coefficient (SHGC) maxi num of | ] determned according to NFRC 200
procedures and a U-factor nmaxi mum of [ ] WnR-KBtu/hr-ft2-F in

accordance with NFRC 100.

Provi de residential skylights (including franes and gl ass) that are Energy
Star | abel ed products for the [Northern] [North-Central] [ South-Central]

[ Sout hern] climate zone, or have the follow ng performance
characteristics: [Southern climte zone, thermal properties of w ndows
must not exceed a U-factor of 0.60 determ ned according to NFRC 100, and a
sol ar heat gain coefficient (SHGC) not exceeding 0.28 determ ned according
to NFRC 200.][ South-Central climate zone, thermal properties of w ndows
nust not exceed a U-factor of 0.53 determi ned according to NFRC 100, and a
sol ar heat gain coefficient (SHGC) not exceeding 0.28 deternined according
to NFRC 200.][ North-Central climte zone, thermal properties of w ndows
must not exceed a U-factor of 0.53 determ ned according to NFRC 100, and a
sol ar heat gain coefficient (SHGC) not exceeding 0.35 determ ned according
to NFRC 200.][ Northern climate zone, thermal properties of w ndows nust
not exceed a U-factor of 0.50 determ ned according to NFRC 100.][ Provide
proof of Energy Star |abel for residential skylights.]

2.4. 4 Condensation | ndex Rating

EE R R R S R R I R I R I R S R R S R I R S I R I R I R R R R R I R R R

NOTE: Deternination of the resistance of the
skylight unit to the formation of condensation in
any form referred to as the Condensation | ndex,
shoul d be acconplished using the NFRC approved
software tool THERM Refer to paragraph
Condensation I ndex Rating in Section 08 52 00 WOOD
W NDOAS for exanpl es and gui dance. In addition, the
desi gn nust neet the requirenents of UFC 1-200-02,
Hi gh Performance and Sust ai nabl e Buil di ng

Requi renents, "Misture Control" and neet ninimum
bui | di ng envel ope requirenents of UFC 3-101-01
"Architecture" including fenestrations and gl azi ng.

EE R R R S I R R I R I R S R R R R S I R R I R R R R R R R R

The condensation index rating nust be [ ] as determ ned using Nationa
Fenestration Rating Council approved software THERM
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.5 [SKYLIGHT][ AND ][ TRANSLUCENT PANEL] SYSTEMS

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

NOTE: A wide variety of skylight configurations,
features, fastening systems, and accessories is
commercially available. Unique details of the roof
system which could affect the skylight
installation, will be shown on the Contract
drawings. It is not possible to indicate al
possi bl e combi nati ons and sel ecti ons which may be
utilized in adapting this guide specification to a
particular project; therefore, careful editing is
necessary to assure that the project is properly and
adequat el y specified.

Since the skylight becones an integral el enment of
the roofing systemafter installation, it rmust mneet
or exceed the roof requirenments for fire protection
i nsul ation val ue, energy efficiency rating, thernmal
performance, air infiltration, and water
penetration. Design nust neet the requirenents of
UFC 1-200-02, Hi gh Performance And Sustai nabl e
Bui | di ng Requi rements and neet mi ni mum bui | di ng
envel ope requirenents of UFC 3-101-01 "Architecture"
i ncludi ng fenestrati ons and gl azi ng.

EE R R R S I R R I R R I R S R R R I R S I R R I R R R S R R R R

Submit manufacturer's certificate that the systens neet or exceed
specified requirenents. Provide systens evaluated and listed (the whole
[skylight][ and ][translucent panel] as a unit, not just a glazing
material in the unit) by the recognized building code authorities: |ICC and
SBCCI - Publ i ¢ Safety Testing and Eval uati on Services Inc. Product ratings
det erm ned usi ng NFRC 100 and NFRC 200 must be authorized for
certification and properly |abeled by the manufacturer. Provide
[skylight][ and ]J[translucent panel] systenms neeting the follow ng

requi renents:

a. Integral perineter fram ng system assenbly by the nanufacturer
b. Exterior panel faces [crystal] [clear matte] [white] [ ] in
color. Interior panel faces [crystal] [clear matte] [white] | ]
in color.
c. Ar infiltration at 75 Pa 1.57 psf less than [0.2] | ] L/ s/ n?
[0.04] [ ] cfmft? and at 300 Pa 6.24 psf less than [0.36][0.5]
[ ] L/s/n? [0.07][0.1] [ ] cfmft? in accordance with ASTM E283.

d. Water penetration at test pressure of 718 Pa 15 psf equals zero in
accordance with ASTM E331.

e. Mnufacturer is responsible for maxi mum system deflection, in
accordance with the applicable building code, and wi thout damage to
system performance. Calculate deflection in accordance with
engi neering principles.

f. Incorporate weepage el enents within the perineter framework of the
gl azi ng system for drai nage of any condensati on or water penetration.
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System nust accomopdate nmovenent within the system novenent between
the system and perineter fram ng conponents; dynanic |oadi ng and

rel ease of |oads; and deflection of supporting nmenbers. Achieve this
wi t hout damage to system or components, deterioration of weather seals
and fenestration properties specified.

The exterior panel face nust repel an inmpact of[ 68 N-mm 50 foot-pounds
wi thout fracture or tear when inpacted by a 83 nmdianeter, 2.3 kg
3.25 inch diameter, 5 pound free falling ball dropped froma vertica
di stance of 3 m 10 feet][ 271 N-m 200 foot-pounds w thout fracture or
tear when inpacted by a 83 nmdianeter, 2.3 kg 3.25 inch dianeter, 5
pound free falling ball dropped froma vertical distance of 12 m 40
feet] when tested in accordance with UL 972.

Provi de system neeting the fall through requirenents of 29 CFR 1910. 23
as denmonstrated by testing in accordance with ASTM E661 or ASTM EG695,
t hereby not requiring suppl emental screens or railings.

EE R R R S I R R I R I R I R S R R R R R R S R R I R I R R R R R R O

NOTE: The selection of anodic or organic coating is
based primarily on the desired appearance: anodized
finishes provide a netallic appearance and organic
finishes provide a painted or netal-1ike finish
(organic finishes are available in a variety of
colors). Only allow both types as a Contractor
option when the Designer confirnms that the desired
appearance is available in both types of finishes.

For organic coatings, to provide enhanced resistant
to corrosion, weathering, ozone, and WV radiation
utilize superior perfornance powder coat finishes
conforming to AAVA 2605 in humd | ocations and
project locations with an ESC of C3 thru C5; baked
enanel finishes conform ng to AAVA 2603 may be
utilized for non-humd | ocations and ESC Cl1 or C2
project locations. Humid |ocations are those in
ASHRAE cl i mate zones 0A, 1A, 2A, 3A, 3C, 4C and 5C
(as identified in ASHRAE 90.1). Refer to UFC
1-200-01 for determ nation of ESC for a specific
project |ocation.

For anodic coatings, specify Architectural C ass I
for harsh atnospheres where dust, gases, salts, and
ot her destructive elements will attack netal

finish. Also specify Class | for humid |ocations or
project locations with Environnmental Severity
Classifications (ESC) of C3 thru C5. Humd

| ocations are those in ASHRAE climate zones 0A, 1A
2A, 3A, 3C, 4C and 5C (as identified in ASHRAE
90.1). Specify Architectural Cass Il for al

at nospheric conditions not requiring Cass |

Rk Ik kR IR R R Ok O e S O R AR Rk I R O o O R R R S O I S S S

Exposed al um num col or nust be [a [ ] shade] selected fromthe
manuf acturer's standard range. Provide corrosion resistant [baked-on
enanel coating in accordance with AAVA 2603 with a total dry film

t hi ckness not less than 20 pmr 0.8 ml] [superior-performnce organic
finish in accordance with AAMA 2605] [with total dry filmthickness of
not less than 30 um 1.2 nils][anodized finish conplying with AA DAF45
and AAVA 611 must be [Architectural Cass Il (10 umto 18 un0.4 ml to
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0.7 ml), designation AA-MLO-C22-[A31, clear (natural)] [A32, integra
color] [A34, electrolytically deposited color]][Architectural Cass | (
18 pn0.7 ml or thicker), designation AA-MLO-C22-[ A4l, clear

(natural)] [A42, integral color] [A44, electrolytically deposited
color] anodized.]].

k. Provide a systemrequiring no scheduled recoating to naintain its
performance or for UV resistance.

. Design criteria:
(1) Wnd Load | ]; snow |l oad | ].

(2) Frame Blast Loads: Design framing to resist 2.4 kPa 50 pounds
per square foot blast load at L/160 defl ection

(3) Anchor Blast Loads: Design anchors to resist 4.8 kPa 100 pounds
per square foot blast |oad.

m Use 6063-T6 and 6063-T5 extruded alum num all fasteners of stainless
steel or plated steel.

2.5.1 @ ass d azed Skylights and Roof W ndows

Provi de roof wi ndows to withstand dead and live | oads caused by pressure

and uplift of wind acting normal to the plane of roof and tested by an I CC
listed, independent testing and quality control inspection agency to an

al | owabl e downward pressure of [0.57-8.71] | ] MPa [12-182] | ] psf
and an uplift pressure of [1.05-5.03] [ ] MPa [22-105] | ] psf
nmeasured in accordance with ASTM E330/ E330VN, as reconmended by the

manuf acturer for the type of w ndow tested.

2.5.1.1 Fi xed Skyli ght

Fi xed skylight featuring a select wood franme, nortise and tenon joints,
gaskets to drain any condensation to the outside, a choice of tenpered
clear, lam nated, insulated daylight area. Provide [alum num [copper]
protective exterior cladding for protection and |ow profile appearance. The
skylight nust have a [ventilation flap that opens to allow air circulation
and contains a filter within the flap to keep dust and insects out]
[ventilating panel and insect screen with an operator hook that allows easy
opening and closing, with control rods, for out-of-reach installations or
snoot h-turning handle for within-reach installation].

2.5.1.2 Emer gency Escape and Rescue Roof W ndow

Emer gency escape and rescue roof w ndow which opens [45] [ ] degrees
to satisfy egress requirenments for energency escape. Wen the unit is
closed, a ventilation flap can be opened to allowin fresh air. For easy
cleaning frominside the room the sash rotates conpletely inward. |nsect
screen and sunscreen accessories are avail abl e.

2.5.1.3 Bal cony Roof W ndow Featuring Dual - Sash Operation

The top sash opens for maxi numventilation and al so pivots conpletely
inward for easy cleaning frominside the room the bottom sash opens
outward to create a roof balcony. Wen the windowis closed, a
ventilation flap allows fresh air circulation. Insect screen and
sunscreen accessories are avail abl e.
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2.5.2 [Plastic dazed Unit Skylight][ and ][ Transl ucent Panel s]
2.5.2.1 Done

Provi de factory assenbl ed done skylight units each consisting of [a single
done or seal ed double domes with a 1.5 mr 0.06 inch extruded al um num
frame and 1.5 nm 0.06 inch] [seal ed double or triple dones with 1.5 mr
0.06 inch extruded al um num frame with a pol yurethane thermal break to
prevent condensation on the interior portion of the frame and 1.75 mr 0. 07
i nch] extruded al umi numretai ner cap. Subnit Manufacturer's descriptive
data, catalog cuts and certificate stating that products neet or exceed
specified requirenents. Provide the skylight with an integra
condensation gutter with weep hole slots to provide sufficient drainage to
the outside; and [clear] [white] [bronze] | ] dome. Use the
manuf acturer's standard for self-flashing dones, the curbs, treated wood
nailer, and insulation. Uniformdesign |oad capacity of conposite dome
and frane nmust neet or exceed [1.9] [1.4] [ ] MPa [40] [30] [ ] psf
snow |l oad. Insulated curbs with PVC thermal barriers connecting the top
and bottom of the inner and outer walls are avail abl e.

2.5.2.2 Pyram d

Pyram d skylights are, for all practical purposes, just a configuration
alternative to the done skylights; the requirenents specified above for
the dones al so apply to the pyramds. Pyranmd skylight units are

avail able from 1.2 to 6 m 4 to 20 foot square and can be used for both
sel f-flashing or curb nount installations; 22 and 40 degrees are
standard. The maxi num horizontal thrust |oad on the pyramd curb is [0.4
to 1.5 kN 90 to 330 Ibs (1 panel per side)] [1.8 to 3.2 kN 410 to 730 | bs
(2 panels per side)] [3.8 to 5.8 kN 850 to 1300 I bs (4 panels per side)]
dependi ng on size. Pyramids are available in grid and tandem nodel s.

2.5.2.3 Vaul t

Provi de [single] [double] glazed vault skylights; barrel vault height, for
low rise vaults, at 10 percent of the vault wi dth, and 50 percent of the
vault width for half round vaults; provide outside curbs in accordance
with the manufacturer's details. Vaults must support a 1.4 or 1.9 MPa 30
or 40 psf roof snow or live |Ioad, and a negative 1.2 MPa 25 psf wi nd | oad
plus dead | oad; rafter spacing is deternined by |oad requirenents but nust
not exceed 900 mr 36 inches on center for 1.9 MPa 40 psf and 1200 mr 48
inches on center for 1.4 MPa 30 psf. Provide sill nenbers that are
factory slotted at anchors for thernal nmovenent, and weep water
infiltration and condensation. Use EPDM gaskets. Ship all units over 2.2
n 87 inches unassenbl ed for access to anchors fromroof |evel.

2.5.3 [ Framed Skylights][ and][Transl ucent Panel s]

Framed skylights must [be designed to | ] size] [span up to [3.4]
[ ] m[12] | ] feet in a single pitch and up to [6] [ ] m
[20] [ ] feet in a double pitch configuration]; determne rafter and

purlin spacing by |oading requirenents. Skylights manufactured in
prefabricated sections easy to install are available in a w de range of
standardi zed pitches. Provide [tubular] [|-beam fram ng nenbers;
deflection of rafters not to exceed [L/175] [L/180] [ ] of the rafter
span. A registered professional engineer must size all franm ng nenbers
and design all structural connections; submit a copy of the calcul ations.
Fram ng includes a primary gutter systemw th secondary gutters to contro
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water infiltration and condensati on runoff from the underside of the
glazing material and channel it to the exterior. Design skylight

structural nenbers for a live load of [ ] MPa psf and wi nd | oad of

[ ] MPa psf; do not induce objectionable distortion or stress in

fastenings and joinery due to expansion and contracti on when subjected to a
55 degree C 100 degree F tenperature change.

2.6 FLEXI BLE SEALI NG TAPE

Provi de manufacturer's standard pre-applied sealing tape to closure system
at the factory under controlled conditions.

PART 3 EXECUTI ON
3.1 EXAM NATI ON

Field verify all submtted opening sizes, dinensions and tol erances;
preparati on of openings includes isolating dissimlar materials from

al um num systemto avoi d damage by electrolysis. The installer nust

exam ne area of installation to verify readiness of site conditions and to
notify the Contractor about any defects requiring correction. Verify when
structural support is ready to receive all specified work and to convene a
pre-installation conference, if approved by the Contracting Oficer

i ncluding the Contractor, skylight installer and all parties directly

af fecting and affected by the specified work. Do not install any
material s that show visual evidence of biological growh due to the
presence of moisture. Do not comrence work until conditions are

sati sfactory.

3.2 ERECTI ON

Erect translucent skylight systemin accordance with the approved shop
draw ngs supplied by the manufacturer. Submt draw ngs show ng
fabrication details, materials, dinmensions, installation methods, anchors,
and rel ationship to adjacent construction. Fasten and seal in accordance
with the manufacturer's shop drawi ngs. Renove all panel, after other
trades have conpl eted work on adjacent materials. Carefully inspect and
adj ust panel installation as necessary to ensure proper installation and
weat her-tight conditions. provide all staging, lifts and hoists required
for the conplete installation and field neasuring. Install systemclean
of dirt, debris or staining and thoroughly exam ned for renoval of al
protective material prior to final inspection of the designated work
area. Do not use snow rakes on roof w ndows or skylights.

-- End of Section --
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